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A simple model for functionalized disordered porous media is proposed and the effects of confinement on
self-association, percolation and phase behavior of a fluid of patchy particles are studied. The media are
formed by randomly distributed hard-sphere obstacles fixed in space and decorated by a certain number of
off-center square-well sites. The properties of the fluid of patchy particles, represented by the fluid of hard
spheres each bearing a set of the off-center square-well sites, are studied using an appropriate combination of
the scaled particle theory for the porous media, Wertheim’s thermodynamic perturbation theory, and Flory—
Stockmayer theory. To assess the accuracy of the theory a set of computer simulations have been performed.
In general, predictions of the theory appeared to be in good agreement with the computer simulation results.
Confinement and competition between the formation of bonds connecting the fluid particles, and connecting
fluid particles and obstacles of the matrix, gave rise to a re-entrant phase behavior with three critical points
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1. Introduction

Porous materials, both natural (e.g:, zeolites, biological tissues,
rocks and soil) and artificial (e.g., ceramics, synthetic zeolites,
cement, and silica aerogels), are ubiquitous. They are relevant
to a broad range of applications, e.g., catalysis and sensing,
gas storage and separation, adsorption, drug delivery, bioma-
terial immobilization, environmental remediation, molecular
recognition, energy storage, etc.">® In most of the earlier appli-
cations of porous materials, conventional porous materials,
such as zeolites, silica aerogels or activated carbon, were
used.”** Due to the emergence of new classes of porous
materials, which include metal-organic frameworks,***°
porous organosilicas,*""*> porous polymers**™® and covalent
organic frameworks,*®>° substantial advances in the field have
been achieved over the last few decades. In particular, due to
their well-developed porosity and tunable surface chemistry
these composite organic-inorganic porous materials can be
relatively easily functionalized, i.e. the properties of the inner
surface of the pores can be appropriately modified by decorat-
ing it with different functional groups, organic and inorganic
moieties, etc. Functionalized porous materials offer a number
of new opportunities to achieve the desirable properties for a
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and two separate regions of the liquid—gas phase coexistence.

diverse range of industrial applications®® and thus a detailed
and deep understanding of the mechanisms and effects of
confinement on the properties of the fluids adsorbed in the
porous media is essential for their development.

Over the past several decades substantial progress in the
theoretical description of fluids adsorbed in disordered
porous media has been achieved.”®>” Most of the theoretical
studies are based on the application of the approach developed
by Madden and Glandt’®*® and Given and Stell.®* In these
studies a porous medium is modeled as a quenched dis-
ordered configuration of the particles and the properties of the
fluid adsorbed in the medium are described using the so-
called  replica  Ornstein-Zernike ~ (ROZ)  theory.”®™®°
Subsequently the theory was extended and applied to the study
of the properties of a number of different fluids confined in
the porous media, including site-site fluids,®'®® associating
fluids,®*~®° fluids with Coulomb interactions’®’* and inhomo-
geneous systems.”>”® The ROZ theory appears to be very useful
and is able to provide relatively accurate predictions for the
structure and thermodynamic properties of the fluid adsorbed
in disordered porous media. However, the solution of the ROZ
equation requires application of numerical methods, i.e. none
of the ROZ closures proposed so far are amenable for an
analytical solution. In addition, straightforward application of
the ROZ approach for phase equilibrium calculations is
limited by the absence of a convergent solution to the ROZ
equation in a relatively large region of thermodynamic states.
Recently, a theoretical approach enabling one to analytically
describe the properties of hard-sphere fluid adsorbed in the
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hard-sphere matrix, formed by the fluid of hard spheres
quenched at equilibrium, has been developed.**””"®' The
theory is based on the appropriate extension of the scaled par-
ticle theory.®> The hard-sphere fluid is routinely used as a
reference system in a number of thermodynamic perturbation
theories. In particular, a fluid of hard spheres confined in the
hard-sphere matrix was used as a reference system in the
framework of the Barker-Henderson perturbation theory,?**
high-temperature  approximation,®® Wertheim’s thermo-
dynamic perturbation theory (TPT),2"*¢%° associative mean
spherical approximation®®® and the collective variable
method.”*%°

In the current paper we propose a simple model for functio-
nalized disordered porous media and study the effects of con-
finement on the clusterization, percolation and phase behavior
of a fluid of patchy particles. The media are represented by the
disordered matrix of the hard-sphere obstacles bearing a
certain number of off-center square-well sites (patches). Due
to a strong, short-range attraction between the patches, the
obstacles can bond to the fluid particles, and the fluid par-
ticles have the ability to form a network. The theoretical model
is constructed by combining SPT for the porous media®*7”?®!
and Wertheim’s TPT for the associating fluids.””*° To assess
the accuracy of the theory proposed we generated a set of com-
puter simulation data and compared them against our theore-
tical predictions.

This paper is organized as follows. In section 2 we describe
the interaction potential model and present the theory. In
section 3 we briefly describe details of the computer simu-
lations. Section 4 contains results and their discussion. Our
conclusions are provided in section 5.

2. The model and theory

Patchy colloids are modeled as a one-component hard-sphere
fluid with the particles decorated by the set of n; square-well
bonding sites (patches) located on the surface. The fluid is
confined in the porous media represented by the matrix of the
patchy hard-sphere obstacles, quenched at hard-sphere fluid
equilibrium. Each of the obstacles has on its surface n,
square-well bonding sites (patches). The pair potential Uy;(12),
which describes the interaction between the colloidal
particles and between the colloidal particles and obstacles is
given by

h o
U(12) = Uy (r) + Y U2 (12), (1)
KL
where

(2)

(as) _ (as) _ ) —¢&j, for z1, < wy
Uig, (12) = Uy, (212) = { éj), otherwisZB’

1 and 2 stand for the position and orientation of the par-
ticles 1 and 2, the indices i and j take the values (7, j) = (1, 1),
(1.0), and (0, 1) and denote either fluid particles (i = 1) or
matrix obstacles (i = 0), the indices K and L denote patches

This journal is © The Royal Society of Chemistry 2024

View Article Online

Paper

and take the values 4, B, C, .... Ufjhs)[r) is the hard-sphere poten-
tial between the particles of the sizes ¢; and o}, z;, is the dis-
tance between the corresponding sites, and ¢;; and w;; are the
depth and width of the square-well potential. Note that ¢; and
w;; are independent of the type of patches.

The properties of the model are calculated by combining
Wertheim’s thermodynamic perturbation theory (TPT) for
associating fluids®° and the scaled particle theory (SPT),
extended to describe a hard-sphere fluid adsorbed in the hard-
sphere matrix.>*”*% According to Wertheim’s TPT Helmholtz
free energy of the system A can be written in the following
form

A= Aref + AAasv (3)

where A,.¢ is the Helmholtz free energy of the reference system,
and

ﬂAAas

1 1
=pm (lnXl —=Xi + —)
2 2
1 1 “)
+ poho (lnXo — EXO + E>7
where p; is the number density of the particles of the type i,
B = 1/(kgT), kg is the Boltzmann constant, T is the tempera-
ture, and X; = X is the fraction of the particles with the
attractive site of type K, which belongs to the particles of
the type i, non-bonded. Note that all the patches, which
belong to the particles of the type i, are equivalent (2). Here
X; is obtained from the solution of the following set of
equations®"°7%°

ref)

f
1553 (o X T gl + pootumaXo TS gty )

(5)

+X —1=0,
and

4TEX0P16013’11X1T01(as)g5)r1ef> +Xo—1=0, (6)
where o = (0; + 5})/2, gl(jref) is the contact value of the radial dis-
tribution function of the reference system,

i +Wjj
( ¥ ¥ ~(as)
A = i e )

oy
and ﬁi(as)(r) is the orientationally averaged Mayer function for
the square-well site-site potential
I = (@9 = 1) (05 + 05— 1) (8)
(204 — 05 + 1)/ (60i057)

The chemical potential, 4, and pressure, P, of the system
are calculated using standard thermodynamic relations, i.e.

M= Pref + AﬂaSaP = Prer + APgg (9)

and are used for the phase equilibrium calculations. Here

s = (U2

3 ) , APy = piApyg — AAaS/V. (10)
P1 TV
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Coexisting densities of the low-density (p(ll)) and high-
density (p(lh)) phases at a certain temperature 7 follow from the
solution of the set of two equations:

w(T,p) = u(T, p\M), (T, p1") = P(T, pM), (11)

which represents two-phase equilibrium conditions.

The reference system is represented by the hard-sphere
fluid confined in the hard-sphere matrix. The properties of
this reference system are calculated using corresponding exten-
sion of the scaled particle theory.””°"®" Closed form analytical
expressions for the Helmholtz free energy of the reference
system A,.f and the chemical potential y,.r are presented in the
Appendix.

3. Details of computer simulations

Monte Carlo (MC) computer simulations were performed for
the model of the patchy particles confined in a patchy hard-
sphere matrix, according to the model presented in section 2.
We consider the hard-sphere particles of fluid and matrix with
diameters of o, and oy, respectively. We study the particles
with different numbers of patches, which are symmetrically
arranged on the surface of particles at a distance of half the
diameter from its center. As shown in Fig. 1, the patches in a
two-patch particle are located diametrically opposed to each
other, in a three-patch particle they form an equilateral tri-
angle, and in four-patch model, the patches are in vertices of a
regular tetrahedron. Monte Carlo simulations have been
carried out using the conventional Metropolis algorithm in the
canonical ensemble (NVT)'"° for a two-component mixture of
a patchy matrix and fluid particles taking into account both
the translational and rotational moves of the fluid particles,
while for the matrix particles, all degrees of freedom have been
frozen. To handle the orientations and rotations of the patchy
particles the quaternion representation'% is employed.

3.1. Calculation of the fraction of m-times bonded fluid

The simulations have been performed in a cubic box of size L
with the periodic boundary condition applied. The size of the
box has been chosen to be equal to L = 246,, where o, is a dia-
meter of the fluid particles. Each simulation run has been
started from a random configuration of fluid particles, both in
their positions and orientations. Configurations of the matrix
particles were random as well; however, they were the same for
each of the systems studied at the given matrix density p, and
for each set of fluid parameters. The maximum trial displace-
ment at each translational move of a fluid particle is limited to

C C C 9
Fig. 1 Models of a particle with one, two, three and four patches.
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the distance of 0.16,. Each rotational move of a particle is per-
formed around a random axis within the maximum rotation
angle of 0.1 radians. The trial move ratios were taken to be
50% for translations and 50% for the rotations.

The width w;; of the square-well potential is assumed to be
0.1190; for all patch-patch interactions ensuring formation of
only one bond per patch. The depth ¢; is also taken to be the
same for all the square-well potentials, assuming that the
matrix particles are functionalized with the same groups as
the fluid particles, or at least they lead to the association
between the fluid and the matrix particles with the energy
close to that observed between the fluid particles. In Fig. 2
some snapshots with examples of the simulated systems are
shown.

Each simulation process was conducted in two stages, equi-
libration and production runs, and both runs took 10° simu-
lation steps, where the simulation step consisted of N trial
translational and rotational moves of the fluid particles. It
appeared to be sufficient for producing reliable data, which
were obtained for two values of the packing fractions of the
matrix particles 1, = Tpy0,°/6, i.e. o = 0.1 and 0.2 and different
number densities of the fluid particles ranging from p] =
63N;/V =0.05 up to p; = 0.25, where N; is the number of
fluid particles and V = L? is the volume of the simulation box.
The packing fraction of the matrix is an inverse characteristic
to the porosity ¢, = 1 — 1o, which is the basic quantity describ-
ing a porous medium, p, = Ny/V, N, is the number of matrix
particles and the diameter 6, = 1.50; was set larger than that
of the fluid particles. In all simulations, the value of the temp-
erature T* = kgt/e1; was T* = 0.12, surpassing the critical temp-
erature of the present model fluids studied in bulk.'®* This
ensures that the critical temperature of these model fluids,
being confined in the matrix, is lower than T* = 0.12.3' To
accelerate the simulations the linked-cells algorithm was used
with a cell size of 2.0 ¢,."° During the production run a
number of bonds between the fluid and matrix particles were
collected at each 10 simulation step and averaged along the
simulation in order to calculate the fraction of m-times
bonded fluid x,"™ and matrix x,"™ particles and to compare
them with our theoretical predictions.

Fig. 2 Models of a patchy fluid in a patchy matrix: one-patch fluid in
four-patch matrix L1M4 (left panel) and three-patch fluid in one-patch
matrix L3M1 (right panel). The fluid particles are represented by the gray
spheres and the matrix obstacles are shown as green spheres.

This journal is © The Royal Society of Chemistry 2024
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3.2. Estimation of the percolation threshold

The percolation threshold line for the system of patchy par-
ticles in a matrix is estimated using MC simulation in an NVT
ensemble in the temperature range 7* = 0.085-0.12. For these
temperatures the associative interaction between patches
becomes significant, and the formation of particle clusters of
different sizes can appear. Due to a low probability of dis-
sociation events, it is difficult to accurately sample a configura-
tional space for systems using the conventional sets of MC
trial moves. Thus, we extended it by an additional type of move
consisting of the removal of a particle and its immediate
random insertion into the simulation box. Consequently, a
particle associated with one cluster can “jump” to the other
cluster, if it is energetically favorable. The modified MC algor-
ithm improves the ability to sample the configuration space of
the system in the given range of temperatures, which are
assumed still higher than the critical temperature. For lower
temperatures it is expedient to use schemes employing biased
MC moves.'®>'%> The rule of the acceptance of the jump trial
moves in our scheme was the same as that of the translational
or rotational moves. The trial move ratios were determined to
be 25% for translation, 50% for rotations, and 25% for jumps.
Since the acceptance rate appeared to be small we increased
the number of steps in the equilibration and production runs
by up to 10”. The cluster analysis was performed based on the
system configurations stored at each 1000th step of the pro-
duction run. The depth-first search algorithm was employed to
partition the patchy particles into different clusters. Two col-
loidal particles are assumed to be connected if the distance
between their patches is less than w;;. A cluster is defined as
an uninterrupted sequence of interconnected particles. We
assumed that for a given configuration the state of percolation
was achieved if a cluster of the infinite size under the periodic
boundary conditions was formed. We calculated the tempera-
ture and density plane using a step of A1 = 0.005 and 4, = 0.01,
respectively, and the density coordinates of the percolation

threshold line p] ... at a certain temperature T,

1 pere perc Was calcu-

lated as p; pere = (p;n + P;,n+1>/2~ Here p;; = i4, and p; , and

Pins, are the densities with less and more than 50% of the
configurations percolating, respectively.

4. Results and discussion

To systematically access accuracy of the theory we studied the pro-
perties of several versions of the model. We considered the models
with different numbers of the attracting sites and different values
of the density of the fluid and matrix particles. These versions are
denoted as L;M;, where i and j are the number of sites on the fluid
and matrix particles. We also considered two values for the matrix
packing fraction and one value of the temperature, i.e. 1, = 0.1 and
0.2 and T* = kgT/e;; = 0.12. The other parameters of the model
are: 6o = 1.561, W11 = wo; = 0.1190; and &y, = 4.

In Fig. 3-6 we compared the theoretical and computer
simulation results for the fraction of m times bonded fluid

This journal is © The Royal Society of Chemistry 2024
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Fig. 3 A fraction of the m times bonded fluid particles x,"™ as a func-

tion of the fluid density p; = pyo3 of the models L2MO (top panel), L3MO
(intermediate panel), and L4MO (bottom panel) at different values of 7o,
i.e. no = 0.1 (dashed lines and open circles) and o = 0.2 (solid lines and
filled circles). Here m = 1 (red curves and symbols), m = 2 (blue lines and
symbols), m = 3 (black lines and symbols), and m = 4 (green line and
symbols). The theoretical results are represented by the lines and the
computer simulation results are represented by the symbols.

x," and matrix x,(™ particles as a function of the fluid
density p;. The latter quantity was calculated using the follow-
ing equation®’

®) .
= L gt

1-x;)"
m'<nl(s) 7m>' i ( l) )

(12)

Fig. 3 shows our results for the models with matrix particles
without patches and fluid particles with 2, 3 and 4 patches, i.e.
models L2MO0, L3P0, and L4P0. The agreement between the
theoretical and the computer simulation predictions for the
models L2MO0 and L3MO at both values of the matrix packing
fraction, 7, = 0.1 and 0.2, was very good. For the model L4MO
and the lower value of 7, = 0.1 the results of the theory were
less accurate and the agreement with the exact computer simu-
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Fig. 4 A fraction of the m times bonded fluid (top panel) and the matrix
(bottom panel) particles x;"™ as a function of the fluid density pI of the
model L3ML1 at different values of 7y, i.e. 7o = 0.1 (dashed lines and open
circles) and 59 = 0.2 (solid lines and filled circles). Here m = 1 (red and
brown curves and symbols), m = 2 (blue lines and symbols) and m = 3

(black lines and symbols). The theoretical results are represented by the
lines and the computer simulation results by the symbols.
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Fig. 5 Liquid—gas phase diagram (solid lines) and percolation
thresholds (dashed lines, squares and triangles) of the model L3M1 with
wo1 = 0.161 and eo1 = 0 (black lines and squares), eo; = 0.77¢4; (blue lines)
and ep; = 0.825¢4; (red lines and triangles). Here lines and circles (which
denote the position of the corresponding critical points) represent the
results of the theory and the squares and triangles represent the compu-
ter simulation results.

lation results was only semi-quantitative. However with the
increase of the matrix packing fraction 7, = 0.2 the agreement
between the theory and the computer simulation became
almost as good as in the case of the other models. Our results

4672 | Nanoscale, 2024, 16, 4668-4677

View Article Online

Nanoscale

0.45 ‘ ‘ ‘ ‘

0.35

0.25

(m)

0.15

0.05

0.15
P1

02 025 0.3

Fig. 6 A fraction of the m times bonded fluid and matrix particles x;"™

as a function of the fluid density p; of the models LIM1 (top panel),
L1IM2 (intermediate panel), and L1M4 (bottom panel) at different values
of 7o, i.e. no = 0.1 (dashed lines and open circles) and 7o = 0.2 (solid lines
and filled circles). Here a fraction of the singly bonded fluid particles (m
= 1) are shown by the violet lines and symbols and for the matrix par-
ticles we have: m = 1 (red curves and symbols), m = 2 (blue lines and
symbols), m = 3 (black lines and symbols), and m = 4 (green line and
symbols). The theoretical results are represented by the lines and the
computer simulation results are represented by the symbols.

for the models with patches on both fluid and matrix particles
are presented in Fig. 4 and 6. In Fig. 4 we compare our theore-
tical results against the computer simulation results for the
model L3M1. Here one can observe very good agreement
between the theory and the simulation for x,Yx;® and x,®
for both values of the matrix packing fraction 7,. The theore-
tical predictions for the fraction of singly bonded matrix par-
ticles xo(l) are accurate for the lower values of 5, = 0.1. At 5 =
0.2 the theoretical results are less accurate. While computer
simulations predicted a slight decrease in x,! upon the
increase of 7, theoretical calculations showed that it
increased. As 7, increased the average distance between the
matrix particles decreased and the number of obstacles with

This journal is © The Royal Society of Chemistry 2024
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the patch blocked by the nearest neighboring obstacles
increased. This effect, which is not accounted for in the frame-
work of the present version of the TPT, caused a slight
decrease of x,"). On the other hand this effect was less pro-
nounced for the models L1M1, L1M2 and L1M4 (Fig. 6) and
the corresponding theoretical results were in very good agree-
ment with the computer simulation results. This good agree-
ment was observed in the fraction of the m times bonded fluid
and matrix particles for both values of the matrix packing frac-
tion 7. Thus with the increase of the matrix packing fraction
1o and the number of the patches on the fluid particles n, the
first order TPT became less accurate. Further improvement of
the theory can be achieved using higher-order versions of the
TPT.

In Fig. 5 and 7 we present a liquid-gas phase diagram and
percolation threshold lines for the model L3M1 with different
values for the ratio between the strength of attractive fluid-
fluid and fluid-matrix interactions. In addition in Fig. 5 we
show our computer simulation results for the percolation
lines. These lines separate the p vs. T plane into percolating
and non-percolating regions, i.e. in the latter region the par-
ticles form finite size clusters and in the former these clusters
form an infinite network. Our calculation of the percolation
threshold lines is based on the extension of Flory-Stockmayer
(FS) theory.'?»1%371%% According to earlier studies'®*'°® percola-
tion threshold lines for the model at hand are defined by the
equality p;; = 1/2, where p,; is the probability of forming the
bonds between the fluid particles, i.e.

P11 = (1 _Xl) —3’070(1 —Xo)

1 13)

We considered the following values for the hard-sphere size
of the matrix obstacles, i.e. 6, = 1.3880, and for the width and
depth of the potential well (2): wy; = 0.16; and &y; = 0, 0.77&q;
and 0.825¢&;;. Our computer simulations for the percolation
threshold lines were carried out for the lowest and highest
values of the potential well depth, ie. &; = 0 and &y =
0.825¢4,. This model was studied in the simulation box of size
L = 160, using the scheme described in subsection 2 All the
rest of the potential model parameters were the same as those
used before. This choice of parameters allowed us to study the
effects due to the competition between the formation of the
bonds connecting the fluid particles, and the fluid particles
and the matrix particles. While the formation of the 3-dimen-
sional network of bonds connecting the fluid particles caused
gas-liquid phase separation, the bonding of the fluid and
matrix particles suppressed it. For the model with €y5; = 0 the
phase diagram was of the usual form, ie the difference
between the coexisting densities of the gas and liquid phases
increased on decreasing temperature (Fig. 5). Here, since the
density of the gas phase p;, a5 lower than the density of the
liquid phase p,, jiq the fraction of the free (or 3 time bonded)

particles in the gas phase x( (x(3>

1gas (X1 gas) Was larger (lower) than

the corresponding fractions in the liquid phase (Fig. 7, top
panel). As one would expect of the fractions of free matrix par-
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Fig. 7 A fraction of the m time bonded fluid and matrix particles x;"™

along coexisting lines for the model L3M1 with wo; = 0.161 and &9y = 0
(top panel), eo1 = 0.77¢14 (intermediate panel) and e1; = 0.825¢; (bottom
panel). X, (black lines), x,*¥ (blue lines) and xo® (red lines). Here
dashed and solid lines represent gas and liquid branches of the phase
diagrams, respectively.

(0)
0.liq

= 1, where xg?éas and xf)(fl)iq denoted

ticles we had x(()?g)as =X,
fractions of free (nonbonded) particles of the matrix, which
confined the fluid particles either in the gas phase or in the
liquid phase, respectively. An increase of ¢, caused changes in
the phase diagram topology. For the model with €y; = 0.77¢44
the phase diagram exhibited re-entrant phase behavior, i.e. the
decrease of the temperature in the range of approximately
0.065 > T* > 0.046 resulted in the reduction of the difference
in the coexisting gas and liquid densities (Fig. 5). This effect
was caused by the increased bonding of the fluid particles and
matrix obstacles, which destroyed the three-dimensional
network formed by the fluid particles and suppressed the
phase separation. In this range of temperatures the fraction of

free obstacles xg()) in both phases rapidly decreased (Fig. 7,
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intermediate panel). At the same time, while the fractions of
the free and three time bonded fluid particles in the liquid
phase did not change much, in the gas phase they approached
the liquid phase values (Fig. 7, intermediate panel). This be-
havior reflects the process of breaking the bonds between the
fluid particles and their substitution by the bonds formed
between the fluid particles and obstacles of the matrix. Upon
reaching a sufficient bonding degree of the matrix obstacles
this process slowed down and with further decrease of the
temperature (7* < 0.046), the three-dimensional network
formed by the fluid particles became stronger. As a result the
difference between the coexisting gas and liquid densities
increased with the temperature decrease (Fig. 5). Similar be-
havior can be observed of the model with gy,; = 1.835&;4.
However, stronger fluid-matrix attraction completely sup-
pressed the phase separation in the range of the temperature
0.060 < T* < 0.0545. As a result we had the phase diagram
with two separate regions of the liquid-gas phase coexistence:
the region at higher temperatures had the upper and lower
critical points (Fig. 5 and 7) and the region at lower tempera-
tures had the usual liquid-gas type of the critical point. These
critical points and the liquid branches of the phase diagrams
are located inside the percolating region (Fig. 5). The corres-
ponding percolation line consists of two branches, i.e. high-
temperature branch and low-temperature branch. The former
branch is located at higher temperatures with the cluster fluid
phase above and the percolating fluid phase below the percola-
tion threshold line. The latter branch is located at lower temp-
eratures and connects the high-temperature and low-tempera-
ture regions of the phase diagram. Here the percolating fluid
phase occurs above the percolation threshold line and the
cluster fluid phase occurs below the percolation threshold
line. For the model with €y,; = 0 the percolation threshold line
was of the usual shape and the increase of ¢y; (g0; = 0077,
0.825) caused only a slight shift in the direction of lower temp-
erature and higher density. The corresponding computer simu-
lation results demonstrated similar qualitative behavior;
however, the quantitative agreement between theory and simu-
lation was rather poor: the theoretical predictions for the
temperature of percolation transition at lower densities (p] ~
0.1) was about 15-20% higher than those of the simulation.
According to previous studies the predictions of the FS
approach for the percolation threshold line of the patchy col-
loids in the bulk conditions were relatively accurate.'®” The
observed quantitative disagreement between theory and simu-
lation was due to the inability of the present version of the FS
approach to account for the effects of heterogeneity caused by
the presence of the random porous media. Finally, we note
that recently the phase behavior of the patchy colloids
adsorbed in the attractive random porous medium has been
studied.®®*° In these studies the medium was represented as a
matrix of hard-sphere obstacles with the attractive Yukawa
interaction between the centers of the fluid and matrix par-
ticles. Similar to the present study, confinement caused the
system to undergo re-entrant liquid-gas phase separation.
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However competition between the Yukawa interaction and
bonding did not cause the phase diagram to be separated into
two (or more) regions. Taking into account the good agree-
ment between the theoretical and computer simulation predic-
tions for the fractions X, and X; and the fact that these are the
only quantities that enter into expressions for the Helmholtz
free energy AA4,s (eqn (4)) and the probability of forming the
bonds p;; (eqn (13)) there are good reasons to believe that our
theory is accurate enough to at least qualitatively predict the
peculiarities of the phase behavior discussed above. In a sub-
sequent paper we are planning to systematically investigate the
phase behavior and percolation properties of the model using
an extension of the aggregation-volume-bias MC method"%%'°
and the theory developed herein.

5. Conclusions

In this work we proposed a simple model of functionalized
disordered porous media represented by a matrix of hard-
sphere fluid particles quenched at equilibrium and decorated
by a certain number of off-center square-well sites. The model
was used to study the effects of confinement on the clusteriza-
tion, percolation and phase behavior of the fluid of the patchy
particles adsorbed in such porous media. The study was
carried out by combining Wertheim’s TPT for associating
fluids, SPT for the porous media and Flory-Stockmayer theory
of polymerization. A set of computer simulation data has been
generated and used to assess the accuracy of the theory. Very
good agreement between theoretical and computer simulation
predictions was observed for the fractions of the m-times
bonded fluid and matrix particles almost in all the cases
studied. The results of the fraction of the m-times bonded
matrix particles for the model with fluid particles bearing
more than one patch were slightly less accurate. Theoretical
predictions for the percolation threshold lines were only quali-
tatively accurate. Further improvement of the theory can be
achieved using higher-order versions of the TPT and correcting
the FS approach to account for the heterogeneity of the porous
media.

The liquid-gas phase diagram and percolation threshold
line for the model with three-patch fluid particles and one-
patch matrix particles were calculated and analyzed. It is
demonstrated that confinement can substantially change the
shape of the phase diagram. Bonding between the fluid par-
ticles causes the formation of a network and bonding of the
fluid particles to the obstacles suppresses this process.
Competition between these two effects define the shape of the
phase diagram and gives rise to a re-entrant phase behavior
with three critical points and two separate regions of the
liquid-gas phase coexistence.
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Appendix: Expressions for Helmholtz
free energy, chemical potential and
pressure of the hard-sphere fluid
confined in the hard-sphere matrix

The reference system is represented by the hard-sphere fluid
confined in the hard-sphere matrix. Detailed description of
the properties of such system using SPT was carried out
earlier.*”*®! Based on these studies we have the following
expressions for the Helmholtz free energy AA;s and for the
contact values of the radial distribution functions gﬁ%s)(r) and
g(ll}s>(r) for the hard-sphere fluid adsorbed in the hard-sphere
matrix, ie.

AA AP,
PR — i, — L0 (1)
Nps hs
and
1 3
th) _ T (}71 + HOTI(;) (15)
bo—m  1+7y (Ppg—m)

where Ny is the number of hard-sphere particles in the fluid,

(52 ()
Phs 1*’71/¢o¢+ ¢ ! ’hn ! o

2_b (771/450)2
T3 A m/de)

1/ Po 16)

a
2(1- ’71/‘/’0)2

_1’

A — B _1 (,11) b —¢)
Plits =Pra =0 (L= ) bt — /)

/%o
(1 —n1/¢o)
(a+2b) (m/¢o)’ +% (11/¢o)’
2 (1- ’71/’/)0)2 3(1- ’71/‘/’0)3 7

+(1+a) (17)

Mo = Tpo0o°16, @o = 1=, 11 = Tp106,°/6 and ¢ = exp(_ﬂﬂl(ex))~
Here

310710(T10 + 4) i3,

1-— 1—n,)2"
Mo ( o) (18)
9
h— 14 T10Mo 7
2 1—1
B = —In(1—py) + o1 Z
My = Mo 21— 0)2 Mo4o
3n,(2 +
+ 3’702 7]0( ’7;)) (1+110)
(1 —n,)
3ny(2 +
310Zo ol ’702) (1+710)* + M9Zo(1 + 710)°,
2(1 - ny)

(19)

Zo=(1+n9+n07)/(1 = no)’, 71j = 01/0y and j = 0, 1.
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