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Chiral induction in the crystallization of KIO3 and
LilO3: the role of amino acids in controlling the
chirality of inorganic crystalsy
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Chiral induction in crystals has attracted significant attention due to its implications for developing chiral
materials and understanding mechanisms of symmetry-breaking enantioselective crystallization of
naturally occurring chiral minerals. Despite its potential use in chiral discrimination, this area remains
largely unexplored. Here, we investigate chiral induction during crystallization of naturally occurring
chiral KIOs and LilOsz minerals using arginine and alanine as chiral inducers. The chiral nature of the
crystallization and the effect of the chiral inducers were examined using circular dichroism, polarimetry,
and low-frequency Raman spectroscopy. The impact of chiral molecules on the rate and final crystal
structure was studied by electron microscopy including SEM and TEM. We demonstrate that it is possible
to control the chirality with chiral exogenous molecules, mainly amino acids. Understanding chiral
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Introduction

Chirality is often associated with organic molecules; however,
many inorganic compounds also exhibit chirality in their crystal
structures. This chirality in inorganic crystals generally results
from a chiral arrangement of non-centrosymmetric metal
chelates or oxides. For instance, quartz (SiO,) demonstrates
chirality in its o polymorph due to the chiral arrangement of
SiO, units.

Studies on the chirality of chiral inorganic crystals are
surprisingly limited." The surface of chiral inorganic crystals
holds significant promise for various applications including
chiral discrimination,”® chiral sensing® and enantioselective
catalysis.”® Understanding how surface chirality is influenced
by chiral induction and controlling chirality in these materials
is crucial, as chiral selectivity occurs primarily on the material
surface.’

In recent years, chirality has been found to play an important
role in nanotechnology.'** Chirality plays a useful role in many
nano-systems, such as chiroptical molecular switches,"*
molecular motors, chiral nanosurfaces®?*® and chiral
nanoparticles.”** Overall, the areas of chiral nanoscience and
nanotechnology show exceptional promise for further
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development of novel functional materials with unique properties.

developments in areas such as catalysts, bio-recognition and
chiral separation processes.*’

One good example of chiral surfaces is chiral selectivity on
metal surfaces that are well-established, in particular with cubic
closed-packed (CCP) metals.** Crystal planes such as Cu (6,4,3)
and Au (3,2,1) exhibit chiral properties despite the lack of
chirality of bulk metals. These surface features yield exceptional
enantiomeric excess (e.e) during adsorption of small chiral
molecules.**

In recent decades, remarkable strides have been made in
exploring the nature of inorganic chiral surfaces and systems.
Pioneering research led by the Gellman group unveiled the
chirality of high-Miller-index planes in metallic surfaces,
revealing their enantiospecific adsorption in the presence of
chiral molecular probes.*'” Research led by Hazen and collab-
orators emphasized the significance of chiral inorganic crystal
surfaces, in particular in mineral-catalyzed organic synthesis
and the interactions between biomolecules and mineral
surfaces.»*>* In a series of publications, Hazen et al. carefully
documented numerous common rock-forming minerals,
predominantly chiral oxides and silicates, which exhibit chiral
crystal surfaces, showcasing the chiral selection of amino acids
on these surfaces.*>*

However, naturally occurring chiral minerals including
quartz (SiO,),*” monohydrocalcite (CaCO;-H,0),*® wulfingite (e-
Zn(OH),)* and a-HgS**** have received little attention. Some
chiral minerals are believed to contribute to the development of
homochirality in biological molecules through an extensive
process of chiral discrimination.”** Studying the influence of
chiral amino acids on the formation of chiral minerals and
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replicating the natural conditions in which this occurs provides
valuable insights into these processes. This research can also
elucidate mechanisms that control chiral biomolecules. While
some chiral minerals form the chiral phase in a straightforward
manner, the crystallization of certain chiral crystals is more
complex. For example, berlinite, the quartz-like chiral form of
AlPO,, requires high annealing temperatures to transform into
its chiral phase.***® These extreme conditions present chal-
lenges for analysis of chiral induction.

To address this issue, we sought chiral inorganic systems
that crystallize under relatively simple conditions, mainly at low
temperature and in aqueous solutions. Potassium iodate
(K103)***” and lithium iodate (LilO3)***° are perfect examples.
KIO; and LilO; are naturally occurring chiral minerals with
space groups of P1 and P6322, respectively, which are easy to
crystallize, and their chiral phases are stable at room tempera-
ture (RT). As water-soluble salts, their chirality and chiral
induction have apparently not been investigated.

Here, we present our research on the control of chirality of
KIO; and LiIOj; crystals by chiral induction with amino acids.
The crystal morphology and structural changes were confirmed
by X-ray diffraction (XRD), Fourier transform infrared (FTIR)
spectroscopy and high-resolution scanning electron microscopy
(HR-SEM). Moreover, the chirality was analyzed by circular
dichroism (CD) spectroscopy of crystal pellets and using an
optical polarizer for low-frequency Raman (LFR). The enantio-
selectivity and chiral discrimination were proved by CD and
polarimetry by performing chiral adsorption experiments.

Experimental methods

Materials

The materials used in this research are detailed in the ESI (S1).

Preparation of chiral-induced crystals

Chiral-induced KIO; crystals were synthesized by recrystalliza-
tion using a slow cooling method. Supersaturated solutions in
double distilled water (DDW) were prepared, heated to 50 °C
and stirred until complete dissolution. After dissolution, 10%
(moles/to KIO; moles) of /p-Arg were added and the solution
was stirred for 15 min and spontaneously cooled to RT by
turning off the hot plate and keeping the solution on it to allow
as slow a cooling process as possible and then the solution was
refrigerated overnight. The white crystals were filtered in
a vacuum, washed several times with ethanol to remove Arg
traces and dried at RT.

The chiral-induced LiIO; crystals were synthesized by a slow
evaporation method using the following reaction:

Li2C03 + 2HIO3 g 2LIIO'; + Hzo + COZ

In a typical case, 0.5 g of lithium carbonate (Li,CO;) and
2.375 g of iodic acid (HIO;) were dissolved in 20 mL of DDW.
The solutions were put in an oil bath and heated to 60 °C under
stirring at pH 10 to allow the reaction to occur. The basic
conditions were achieved by adding lithium hydroxide (LiOH).
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After dissolution, 60.6 mg of 1/p-Ala (10% moles of Li,CO3) were
added and the solution was covered by pierced aluminum foil to
prevent contamination and allow evaporation. The stirring was
stopped after 24 h and the heating was maintained at 60 °C in
the oil bath to maintain constant temperature until complete
evaporation. To remove residual Ala, clear white crystals were
soaked for 24 hours in 9: 1 MeOH/DDW in a glass beaker. The
cleaned crystals were filtered and dried in an oven at 50 °C.

Characterization methods

The crystallographic structures of KIO; and LilO; were deter-
mined by XRD using a Bruker AXS D8 Advance diffractometer
with Cu Ko, (A = 1.5418 A) operating at 40 kV/40 mA, in the range
from 10 to 80°.

FTIR was performed using a Thermo Scientific Nicolet iS10
spectrometer equipped with a Smart iTR attenuated total
reflectance sampler with a single bounce diamond crystal. Data
were collected in the 530-4000 cm ™' range at a spectral reso-
lution of 4 cm™" and analyzed using OMNIC software.

HR-SEM images were taken using a field-emission FEI
(Helios 600) instrument. Samples were sputtered with gold.

KIO; and LilIO; crystals’ chirality measurements

Pellets (KBr, 300 mg, 5/10% 1/p-induced Li/KIO;) were prepared
(mixed and pressed under 10 ton for 3 min) and measured by
CD in a designated holder at different orientations at RT with
a Chirascan spectrometer (Applied Photophysics, UK).

LFR was carried out on an inVia Raman microscope
(Renishaw, UK) at RT under an optical microscope with a 50x
objective. The samples were excited using a 514 nm laser source
with a P-polarization (vertical) ratio of 100 : 1 (0.5 mW, 40 s) and
spectra were acquired using a polarizer with 1800 L mm™"
grating in the range of 100-1500 cm ™",

Chiral adsorption onto KIO; and LilO; crystals

Tartaric acid (TA) was chosen due to its solubility in ethanol in
which KIO; and LilO; are insoluble. Chiral adsorption
measurements were carried out with CD by preparing a 2.5 mM
solution of p/t-TA or pr-TA in ethanol and adding 1-Arg-induced
KIO; crystals or 1/p-Ala-induced LilO; crystals in several
concentrations. The crystals were kept suspended in solution
overnight using a rotary suspension mixer and filtered out using
a 0.2 mm filter. The filtered solutions were taken for CD
measurement and compared to pure p/t-TA or pL-TA solutions.

Chiral adsorption using a polarimeter was performed by
preparing a 5 wt% solution of p/t-TA in ethanol and adding -
Arg-induced KIO; or r-Ala-induced LilO; crystals in several
concentrations. The crystals were kept suspended in solution
overnight using a rotary suspension mixer and filtered out using
a 0.2 mm filter. The filtered solutions were taken for polarimeter
measurement and compared to pure p/t-TA solutions. The
solutions were measured at RT wusing a Jasco P-2000
polarimeter.

The selectivity was calculated by measuring the polarization
ratio of the enantiomer (adsorption peak maxima) with respect
to the pure enantiomer.

© 2025 The Author(s). Published by the Royal Society of Chemistry
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For the selectivity, measurement by mass change was carried
out by preparing a 20 mM of p/t-TA solution in ethanol and
adding p-Ala-induced LilO; at a concentration of 32 mg mL ™.
The crystals were kept suspended in solution overnight using
a rotary suspension mixer and filtered out using a 0.2 mm filter.
The filtered solutions were evaporated and the mass change
calculated and compared to the mass of p/t-TA before the
adsorption.

Results and discussion
Characterization

First, we studied the changes in the structure and morphology
by XRD and FTIR following chiral induction using amino acids.
In all samples, the main crystalline structure of KIO; at RT was
the stable triclinic phase with chiral space group P1 (COD ID:
4318187) and the main diffraction peak at 26 = 28.2° corre-
sponding to its (2, —2, 2) plane (Fig. 1I). The cell units a, b, and ¢
are 8.923, 8.942, and 7.709 A, respectively, and «, 8, and vy are
54.4, 125.3, and 90.6°, respectively. The unchanged diffractions
indicate that the crystalline structure is maintained. LilO;
displays a crystalline structure that fits the RT stable hexagonal
phase with chiral space group P6;22 (COD ID: 1529711). The key
diffraction peak at 25.5° corresponds to the (1, 0, 1) plane
(Fig. 111). The unit cell dimensions were a = 5.478 A, b = 5.478 A,
and ¢ = 5.17 A with & = 8 = 90° and y = 120°. Similar to KIOs,
the consistent results indicate that the structure was
maintained.
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Fig. 1 XRD of KIOs (I) and LilOs crystals (ll) — control (black), L-Arg-
induced (red) and p-Arg-induced (blue) displaying the main diffraction
planes of triclinic KIOs and hexagonal LilOs.

© 2025 The Author(s). Published by the Royal Society of Chemistry

View Article Online

Nanoscale Advances

We also characterized the crystals by FTIR to check for
structural changes or traces of amino acid. Both pristine and
chiral-induced KIO; showed the same spectra and indicated two
peaks, close to each other, with a broad peak at 722 cm™* and
a very small peak at 797 cm™'. Both peaks represent the vibra-
tion modes of the oxygen-iodine bonds (Fig. S2It). Similarly,
the LilO; crystals showed two peaks belonging to the O-I
vibration modes and no difference between the pristine and
chiral-induced crystals (Fig. S2IIf). However, we noticed
a redshift at 763 and 860 cm " probably due to the effect of the
cation on the vibration mode energies in the lattice. Moreover,
the control LilO; sample also has a broad absorbance peak
between 1400, and 1700 cm™ ' associated with C=0 indicating
some unreacted Li,COj;.

Morphology and surface analysis

The morphology was examined by HR-SEM. The control KIO;
crystals exhibit a square shape and smooth surface (Fig. 21 and
IV); however, with the amino acid the morphology and surface
change. The r-Arg-induced KIO; crystals maintain a square
shape albeit with a rough surface (Fig. 2II and V), while the b-
Arg-induced KIO; crystals are hexagonal with a smooth surface
similar to the control (Fig. 2I1I and VI).

Fig. 3 presents HR-SEM images of LilO; crystals. Pristine
LiIO; shows an uneven morphology and very rough surface (I
and IV). In contrast, t-Ala-induced LilO; crystals have a more
hexagonal shape with a smoother surface (II and V). p-Ala-

10um 20um

S50pum

Fig. 2 HR-SEM images of KIO3 crystals — control (I, IV/10, 20 pm), L-
Arg-induced KlOs (I, V/10, 50 pm) and p-Arg-induced KIOs (Ill, VI/30,
50 pm).
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Fig.3 HR-SEM images of LilO3 crystals — control (I, IV/10, 200 um), L-
Ala-induced LilOs (II, V/20, 100 pm) and p-Ala-induced LilOs (l1I, VI/50,
100 um).

induced LiIO; crystals have an uneven morphology similar to
pristine LilO; with a rougher surface, which is smoother than
the surface of pristine LilO; (III and VI).

Direct chirality measurements

To prove the chiral preference, we measured the crystals with
CD and LFR. For CD measurement, 1/p-Arg-induced KIO; and 1/
p-Ala-induced LiIO; pellets were prepared and measured at
different angles. The CD measurement of the chiral-induced
KIO; crystals shows two chiral signal areas: a wide one from
525 to 275 nm, and a narrow one below 525 nm.

Moreover, a positive signal is seen for the p-Arg-induced
crystals and a negative one (anticlockwise direction polariza-
tion) for L-Arg-induced KIO; (Fig. 41). In contrast, LiO; (Fig. 41I1)
presents opposite signals - positive for L-Ala-induced LiIO; and
negative for p-Ala-induced LilO;. LilO; crystals also display
a wide chiral signal from 600 to 400 nm. Both CD spectra show
the optical activity of the iodate crystals proving their chiral
preference.

While this measure does not provide absolute chirality, the
relative purity can be obtained by the most frequent polariza-
tions. The polarization of 1-Ala-induced LiIO; is +4 mdeg vs. —6
mdeg for p-Ala-induced LilOj;, thus the latter crystals are 1.5
times purer. 1-Arg-induced KIO; is 1.2 times purer than the p-
Arg-induced crystals (—15/+12.5 mdeg for vr/p-Arg-induced
KIOj).

The chirality was also measured by low frequency Raman
spectroscopy (LFR),*® a new technique that allows direct

2602 | Nanoscale Adv.,, 2025, 7, 2599-2607
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Fig. 4 CD spectra of /p-Arg-induced KlOs () and L/p-Ala-induced
LilOs (I1) pellets.

measurement of the chirality employing the low-frequency
region of the spectrum, which highlights lattice-level interac-
tions and global molecular fluctuations. These lower frequen-
cies are associated with vibrations from weaker bonds and long-
range interactions making them highly sensitive to changes in
polarization. The enantiomers were excited using fixed polar-
ized light and collected using a movable optical polarizer. The
polarized light can be horizontal (S-Pol) or vertical (P-Sol). One
enantiomer gives a stronger signal for S-Pol, while the other
gives a stronger signal for P-Pol.

Aviv et al. presented a method that differentiates racemic
and enantiopure crystals of amino acids. Intensity changes and
wavenumber shifts were seen in single crystals of arginine,
aspartic acid and valine.®* Nematsov et al. used LFR to analyze
the chiral purity of crystals and showed specific vibrational
mode changes as a function of the enantiomeric purity.*
Moreover, they investigated the dependence of the signal
intensity on the orientation of 1-Ala single crystals showing
correlation between signal intensities with the proximity
between the incident beam direction and the orientations of the
intermolecular interactions.®® This makes LFR a powerful
method to prove chiral preference by direct measurement.

As iodate salts, the Raman spectra of KIO; and LilO; are
quite similar (Fig. S31) and can be divided into three areas: 700-
800 cm™ ' (iodate vibrational modes), 300-400 cm ' (free
translational motion of the iodate anion) and 100-200 cm ™"
(lattice vibrational modes).

We used the LFR method to examine the effect of KIO; and
LiIO; chiral-induced crystals on the collection of light through

© 2025 The Author(s). Published by the Royal Society of Chemistry
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a polarizer at different angles (S-Pol and P-Pol), where the
enantiomers of the crystal under test are supposed to give
opposite effects to each other in intensities at same angles.
Moreover, in order to prove the effect precisely, the comparison
is of the angles for each crystal separately when the light is
collected from the same point in the sample in order to
neutralize as many factors as possible that could affect the
measurements.

Fig. 51 presents the LFR of chiral-induced crystals. Higher
intensity is evident for the r-Ala-induced KIO; crystals when the
light is collected at P-Pol with the maximum intensity ratio P-
Pol/S-Pol of 1.225 at 303 cm . In contrast, p-Ala-induced
LiIO; crystals produce higher intensity when the light is
collected at S-Pol with the maximum S-Pol/P-Pol intensity ratio
at 329 em ™" of 1.247 (Fig. 5II).

The LFR results support previous measurements. Iodate
crystals with higher P-Pol intensity are more prone to be L type,
while those with higher S-Pol intensity tend to be b type crystals.
Similar results were obtained for p-Arg-induced KIO; and r-Ala-
induced LilO; (Fig. S41). LFR signifies long-range interactions
where orientation-dependent polarizable interactions prevail.
Such interactions are highly responsive to the symmetry of the
excitation cone induced by the polarizer and thus provide
insight into the crystal chirality.

After proving the chiral preference of our crystals, we used
chiral adsorption methods to check their stereoselectivity and
chiral discrimination.
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Fig. 5 LFR spectra of L-Arg-induced KIOs () and p-Ala-induced LilOs
(I). Black/red curves show signals excited using S/P-Pol.
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Chiral selectivity measurements

The adsorption of chiral molecules onto chiral surfaces is
a standard way of measuring chirality in solids. Here, we
measured the chiral induction in r-Arg-induced KIO; and 1/p-
Ala-induced LiIO; using CD and polarimetry. In the CD
adsorption experiment, a 2.5 mM solution of pure 1/p-TA was
adsorbed at RT onto different powder concentrations. Fig. 61
presents the CD adsorption at 32 mg mL~". The control group
which contains the KIO; without a chiral inducer showed
adsorption of ~5% for both 1- and p-TA without any selectivity at
all (green and cyan curves, respectively). However, the addition
of L-Arg to the KIOj; crystals led to adsorption of 7% for 1-TA (red
curve) compared to pure -TA (black curve) and better adsorp-
tion of (18%) onto p-TA (pink curve) compared to pure p-TA
(blue curve). Fig. 6II shows the selectivity of both enantiomers to
t-Arg-induced KIO;; we see better selectivity at all concentra-
tions to p-TA (up to 11%). Moreover, the difference between the
enantiomers increases with increasing concentrations of r-Arg-
induced KIO; crystals.

Fig. 71 illustrates the CD adsorption at a concentration of
32 mg mL ™. Like KIOj3, the control group of un-induced LilO;
doesn't display discernible selectivity with an adsorption of
about 20% for both 1- and p-TA (orange and purple curves,
respectively). r-Ala-induced LiIO; demonstrates enhanced
adsorption for -TA (48%, red curve) compared to pure L-TA
(black), while p-TA exhibits 38% absorption (cyan). Superior
selectivity is seen at all concentrations, which increases with the

——LTA25mM
——L-TA+LKIO,
——D-TA25mM
——D-TA+D-KIO,
L-TA + control KIO,
D-TA + control KIO,

Circular dichroism (mdeg)
-
e

600 T T T T T T T T T T T
200 205 210 215 220 225 230 235 240 245 250 255

Wavelength (nm)

Polarization ratio {%)

80 4=
0 2 4 6

T T T T T T T T T T T
8 10 12 14 16 18 20 22 24 26 28 30 32
KIO, 10% L-Arg Concentration (mg/mL)

Fig. 6 Selective chiral adsorption of TA on chiral L-Arg-induced KIOz
crystals: CD spectra of L/p-TA adsorbed onto L-Arg-induced KIOs (1)
and selectivity of L/p-TA at different concentrations (l1).
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Fig. 7 Selective chiral adsorption of TA on chiral-induced LilOs
crystals — CD spectra of L/b-TA adsorbed onto L/p-Ala-induced LilO3
(I) and selectivity at different p/L-Ala-induced LilOs concentrations (I1/
).

crystal concentration up to 10% (Fig. 7III). p-Ala-induced LilO3
on the other hand shows better adsorption for p-TA (34%, green
curve) compared to pure p-TA (pink), while L-TA exhibits 23%
absorption onto p-Ala-induced LilO; (blue). p-Ala-induced LilO;
crystals show better selectivity for p-TA at all concentrations,
with quite similar values up to 11% (Fig. 7II).

To verify that the results obtained indeed show selectivity of
the crystals, two additional measurements were made:
measuring the mass change of the TA enantiomer that did not
adsorb onto the crystals after evaporation of the solvent, and
measuring the circular dichroism of the racemic solution of TA
in order to identify any chiral sign which points to selectivity of
the crystals.

Table 1 shows the results for the mass changes of the TA
enantiomer that did not adsorb onto the p-Ala-induced LilO;
crystals after filtration of the crystals and evaporation of the
solvent. We can see that the p-TA mass decreased more (25%)
than the 1-TA mass (15%) which means that the p-Ala-induced
LiIO; crystals are selective in favor of p-TA. Moreover, we
notice that the selective percentages are similar to the selectivity
we obtained from the CD measurements (11% and 10%
respectively).

2604 | Nanoscale Adv., 2025, 7, 2599-2607
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Table 1 Selective chiral adsorption of TA onto p-Ala-induced LilOs
crystals by measuring the TA mass changes after crystal filtration and
solvent evaporation

Crystal p-Ala-LiIO;

Tested enantiomer L-TA p-TA
Vial mass (mg) 17 683.5 17753.1
Total mass (mg) 17 693.7 17762.1
Unadsorbed TA mass (mg) 10.2 9

Decrease from total mass (%) 15 25
Selectivity (%) 10 in favor of p-TA

Fig. 8 presents the circular dichroism measurement of the
racemic solution of TA that did not adsorb onto the p-Ala-
induced LiIO; crystals. The measurement shows negative
signals of the solution that indicate higher presence for the .-TA
enantiomer which means that the p-Ala-induced LilO; crystals
are chiral selective in favor of p-TA.

We also examined the selective chiral adsorption on the
crystal surfaces by using a polarimeter. The polarimeter
adsorption experiment included pure /p-TA 5 wt% solution that
adsorbed onto r-Arg-induced KIO; crystal powder concentra-
tions (2, 4, and 8 mg mL ') at RT. Fig. 9 presents the selectivity
of both TA enantiomers to the r-Arg-induced KIO; crystals, and
like the CD measurements, we can see better selectivity for the
p-TA enantiomer for all concentrations. The r-Arg-induced KIO;
shows a maximum adsorption of 7% for 1.-TA at the most
concentrated KIO; compared to p-TA at the same crystal
concentration with a maximum adsorption of 24%, therefore,
the maximum selectivity we got was 17%. Moreover, we saw by
polarimeter that the selectivity improvement as function of -
Arg-induced KIOj; crystals’ concentration increase. From the
results obtained it can be noted that there is a difference of 6%
between the maximum selectivity of -Arg-induced KIO; we got
from the CD measurements and that from the polarimeter. The
difference can be explained by the lower sensitivity of the
polarimeter which required more concentrated solutions for
measurements that affect the amount of the TA adsorbed onto
the 1-Arg-induced KIO;.

Chiral separation by crystallization
method whereby a chiral substance such as a chiral resolving

64-¢7 is a well-established

8 =D-LilO, TA selectivity

Circular dichroism (mdeg)

T T T T T T T T T T T
205 210 215 220 225 230 235 240 245 250 255 260
Wavelength (nm)

Fig. 8 Selective chiral adsorption of pL-TA on p-Ala-induced LilOs
crystals.
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Fig. 9 Chiral selective adsorption of TA on L-Arg-induced KIOs crys-
tals examined using a polarimeter.

agent or solvent is introduced in the crystallization of a racemic
mixture. This method typically involves the chiral agent inter-
acting differently with the crystals of each enantiomer during
crystallization. In our case, the chiral separation is likely due to
the interaction of amino acids with the ionic crystal surfaces in
a chiral-specific manner. This interaction can influence the
nucleation and growth processes by preferentially stabilizing
one enantiomer over another. A kinetic study assessed the
impact of amino acids on crystallization and chiral separation.
Fig. 9 shows the results for the samples collected at various
stages of crystallization.

10pm

2400um y

~‘I{();l;11

Fig. 10 HR-SEM images of kinetic crystallization of KIOs — control
KIOs3 crystals after 4/12 h (I/1V, 10/100 um), L-Arg-induced KIOsz after 4/
12 h (II/V, 10/10 pm) and p-Arg-induced KIO3 after 4/12 h (lll/VI, 20/
400 pm).
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The normal crystallization of KIO; after 4 h shows crystals
with a uniform rhombus shape and relatively uniform size of
4.5 um (Fig. 10I). After 12 h, crystals of various sizes were ob-
tained resembling a dodecahedron structure with 25 um size
(Fig. 10IV). The chiral-induced crystallization presents
a different phenomenon: r-Arg-induced KIO; shows an
arrangement of square crystals on top of each other that
resembles terraces (Fig. 10II and V), while p-Arg-induced KIO;
shows such an arrangement after 12 h (Fig. 10VI) and a trape-
zoid structure with an average size of 4 pm after 4 h (Fig. 1011I).

It should be noted that we investigated the effect of amino
acid concentration on both the crystallization process and
chiral induction in the crystals. A series of crystallization
experiments were conducted at varying amino acid concentra-
tions, ranging from 1% to 10% by weight relative to the crystal-
forming ions. It was found that at concentrations below 10%, no
chiral induction was observed. However, starting at 10% (w/w)
and above, chiral induction effects were detected and main-
tained. At higher amino acid concentrations, no further
enhancement in chiral induction was observed.

Our results suggest that amino acids can promote the
formation of mesocrystals®®® by facilitating the organization of
nanocrystals into ordered aggregates. Mesocrystals are crystal-
line materials consisting of nanometer-sized building blocks
often referred to as “nanocrystals” arranged in a regular,
repeating pattern. Unlike traditional crystals, composed of
a continuous lattice of atoms or molecules, mesocrystals are
made up of smaller, ordered nanocrystals that can be connected
in various ways. Overall, it appears that during nucleation,
amino acids preferentially bind to one chiral face of the crystal,
influencing the nucleation rate, resulting in the observed chiral
separation.

Conclusions

Chiral induction of the naturally occurring chiral iodate salt
minerals KIO; and LilO; was achieved using chiral alanine and
arginine. The resultant crystals varied in morphology, size and
surface roughness in contrast to the uniform crystallization
obtained without chiral induction. The most prominent change
was in the KIO; crystals, which transformed from a square to
hexagonal/deformed shape in b/i-Arg-induced KIO;. Both
chiral-induced LiIO; crystals exhibited smoother surfaces. -Ala-
induced LiIO; retained a hexagonal shape, whereas p-Ala-
induced LilO; displayed an uneven morphology.

The effect of the chiral induction on KIO; kinetics was
investigated by crystallization at different times. The presence
of the chiral inducing molecules was found to affect the
arrangement of the KIOj; crystals by creating mesocrystals with
a terrace arrangement.

The chiral preference of our crystals was confirmed by
various direct measurements including CD of crystal pellets and
LFR powder spectroscopy. Significantly, both methods were
found to be applicable for direct measurement of the crystal
chirality.

The enantioselectivity was also assessed by chiral adsorption
measurements on the crystal surface using CD spectroscopy

Nanoscale Adv., 2025, 7, 2599-2607 | 2605
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and polarimetry. While r-Arg-induced KIO; crystals showed
higher selectivity for po-TA, 1-Ala-induced LilO; showed higher
selectivity for -TA. These findings indicate that r/p-induced
crystals do not necessarily improve selectivity for L/p-enantio-
mers; better improvement may be obtained for the other
enantiomers. It should be noted that while our study primarily
focuses on chiral induction, we recognize that the reversibility
of this process is a crucial factor in understanding the under-
lying mechanisms. Many chiral crystallization studies have
shown that chiral induction using chiral molecules can, in
some cases, be reversible under specific conditions, such as
changes in pH, temperature, or solvent environment. However,
in our experiments, once chirality was induced in the crystal-
lized products, no spontaneous reversal was observed under the
experimental conditions used.

Overall, this study provides insight into the chirality of
iodate salt crystals within their chiral space group. Study of the
chirality and chiral discrimination of naturally occurring chiral
minerals such as KIO; and LilO; is important for understanding
the origin of biochemical homochirality and life. Integration of
chiral amino acids in the crystallization of naturally occurring
chiral minerals is anticipated to provide deeper insight and
a more nuanced understanding of the intricate interactions
between chiral molecules and crystal surfaces. This approach
holds promise for elucidating mechanisms underlying chiral
discrimination in inorganic crystals as a holistic process.
Utilizing chiral recognition on inorganic surfaces offers
advantages across various applications, from asymmetric
autocatalysis to chiral sensing and optical functionalities.
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