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The precise synthesis of multifunctional block copolymers with tailored architectures

remains a pivotal challenge in polymer chemistry, particularly when balancing

chemoselectivity and stereoselectivity within a single catalytic system. To address this

challenge, we report the dual chemoselective and stereoselective capabilities of

a commercially available chiral thiourea catalyst, (S,S)-TUC, for the synthesis of well-

defined block copolymers. By leveraging its dual selectivity, (S,S)-TUC enables distinct

polymerization pathways dictated by monomer composition. In the TMC/rac-LA

system, stereoselective ring-opening polymerization (ROP) of rac-LA preferentially

consumes D-LA to form PDLA blocks, followed by simultaneous ROP of TMC and L-LA,

yielding pentablock copolymers. Conversely, in the PA/PO/rac-LA system, alternating

copolymerization of PA and PO precedes stereoselective ROP of rac-LA, generating

pentablock architectures. Comprehensive characterization (NMR, SEC, in situ IR, CD

spectroscopy) confirms the catalyst’s dual selectivity and adaptability. Notably, (S,S)-TUC

operates under mild conditions, eliminates the need for multiple catalysts, and offers

cost-effectiveness and low environmental toxicity. This work establishes a unified

platform for synthesizing structurally complex copolymers, bridging the gap between

precision polymerization and sustainable manufacturing. The methodology holds

promise for applications in biodegradable materials, high-performance composites, and

biomedical devices, where tailored polymer properties are critical.
Introduction

The precision synthesis of biodegradable polyesters with well-dened structures
has emerged as a critical focus in the eld of multicomponent polymerization.1–5

These materials are highly valued for their potential to address pressing
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environmental concerns while offering tunable properties for diverse applica-
tions, ranging from biomedical devices to sustainable packaging materials.
Among biodegradable polyesters, polylactide (PLA) stands out as a particularly
noteworthy candidate due to its excellent biodegradability, renewability, and
versatility in structural design.6–8 Derived from lactide, a cyclic di-ester of lactic
acid, PLA can be synthesized in various stereoisomeric forms, including isotactic,
syndiotactic, and heterotactic congurations, depending on the choice of lactide
enantiomers and the polymerization process employed.9 These stereochemical
variations signicantly inuence the material’s properties, such as crystallinity,
mechanical strength, and thermal behavior, making stereochemical control
during polymerization an essential aspect of PLA synthesis.10

The synthesis of advanced polyesters oen involves ring-opening polymeri-
zation (ROP) or ring-opening copolymerization (ROCOP) of lactides, cyclic
carbonates, epoxides, and anhydrides.11–16 These methods provide pathways to
control polymer architectures, enabling the production of block copolymers with
well-dened structures and tailored properties. Among these, chemoselective and
stereoselective polymerization play pivotal roles in achieving precision
synthesis.17–20 Chemoselective polymerization allows the selective incorporation
of specic functional groups by controlling monomer reactivity, facilitating the
construction of functional block copolymers. For instance, Li et al. demonstrated
a self-switchable catalytic system utilizing t-BuP1 for the ring-opening polymeri-
zation of lactides, cyclic anhydrides, and epoxides. This system successfully
achieved chemoselectivity.21 Similarly, Satoh and colleagues developed a dynamic
catalytic system using alkali metal carboxylates to mediate sequential polymeri-
zation cycles, enabling the construction of multiblock copolymers.22 However, the
hygroscopic nature of these metal salts introduced challenges, including the
formation of byproducts and deviations in molecular weight from theoretical
values. In contrast, stereoselective polymerization enables the controlled poly-
merization of stereochemically distinct monomers, producing polymers with
specic stereochemical congurations. For example, Taton and Dove et al.
developed a single-component thiourea-based Takemoto catalyst that incorpo-
rates both a thiourea group and a tertiary amino group.23–25 This catalyst operates
through a bifunctional cooperative mechanism: the amino group activates the
alcohol initiator, while the thiourea group activates the monomer, which achieves
efficient control and high isoselectivity in the ring-opening polymerization (ROP)
of rac-LA through kinetic resolution.26,27 Recently, the same group further rened
this approach by combining the chiral Takemoto organocatalyst with t-BuP1 to
establish a binary catalytic system. This novel system allows for rapid and ster-
eoselective ROP of rac-LA at 25 °C, yielding highly isotactic PLA with a melting
temperature (Tm) of 187 °C.28

Chemoselective and stereoselective polymerization strategies together provide
unparalleled control over polymer structure and functionality.18–21,29–33 However,
achieving both forms of selectivity simultaneously within a single catalytic system
remains a signicant challenge, despite considerable progress in optimizing
these approaches independently. Existing methodologies oen excel in one type
of selectivity at the expense of the other. For instance, chemoselective polymeri-
zation allows for the precise incorporation of functional groups into block
copolymers but falls short in controlling stereochemical congurations.
Conversely, stereoselective polymerization excels in producing polymers with
This journal is © The Royal Society of Chemistry 2026 Faraday Discuss., 2026, 262, 212–225 | 213
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well-dened stereochemistry but lacks the capacity to discriminate between
functional groups in multicomponent systems. This trade-off has hindered the
development of structurally complex polymers that combine both functional
versatility and stereochemical precision.

While Takemoto’s thiourea-based catalyst has been extensively studied for its
outstanding stereoselective polymerization capabilities, especially in the
synthesis of isotactic PLA,28 its potential for chemoselective polymerization has
not been fully explored. This gap has hindered progress in designing multi-
functional block copolymers with both chemical and stereochemical precision. In
this work, we reveal, for the rst time, that the chiral Takemoto catalyst (S,S)-TUC
not only exhibits stereoselectivity in the polymerization of rac-LA but also
demonstrates chemoselectivity in the ring-opening copolymerization (ROCOP) of
lactides and other monomers, such as cyclic carbonates and cyclic anhydrides/
epoxides. By investigating the polymerization kinetics and analyzing the result-
ing polymer structure, it is discovered that (S,S)-TUC can selectively initiate the
polymerization of specic monomers while maintaining stereochemical control.
These ndings provide new insights into the dual selectivity of Takemoto cata-
lysts, expanding their applicability in the synthesis of complex, well-dened block
copolymers. This study underscores the potential of (S,S)-TUC to bridge the gap
between chemoselective and stereoselective polymerization, paving the way for
more sophisticated polymer design in the future.

Results and discussion

The ability of the (S,S)-TUC thiourea catalyst to achieve both chemoselective and
stereoselective polymerization was evaluated through one-pot polymerization of
rac-lactide (rac-LA) and trimethylene carbonate (TMC) at 40 °C. Using cyclo-
hexanediol (CHD) as the chain transfer agent, the polymerization feed ratio was
set to be [rac-LA]/[TMC]/[(S,S)-TUC]/[CHD] = 50/50/5/1 (Fig. 1A and Table S1†).

The polymerization process was found to occur in two distinct stages. Initially,
1H NMR spectroscopy revealed the disappearance of characteristic rac-LA peaks at
5.00–4.85 ppm (blue triangle in Fig. 1B), accompanied by the emergence of PLA-
specic peaks at 5.32–4.96 ppm and 1.76–1.42 ppm. By 12 h, over 50% of rac-LA
had been consumed. Importantly, no PTMC signals (4.32–4.16 ppm) were
observed during this stage (red triangle in Fig. 1B), indicating that TMC poly-
merization had not yet commenced.

The second stage began with the simultaneous ring-opening polymerization
(ROP) of TMC and the remaining ∼50% rac-LA, which was presumed to be
predominantly L-LA due to the stereoselectivity of (S,S)-TUC.26 The L-LA monomer
was fully consumed by ∼72 h, while TMC polymerization proceeded more grad-
ually, reaching ∼90% conversion aer ∼336 h (Fig. 1C). During this phase,
a random copolymer block, P(LLA-ran-TMC), was most likely formed, as indicated
by the conversion proles in Fig. 1B and C.

Polymerization kinetics were analyzed to further conrm the sequential nature
of the reaction. As shown in Fig. 2A, the polymerization rate during the rst stage
was higher (k1 = 0.06318) than in the second stage (k2 = 0.04437), with a rate ratio
of approximately k1/k2 z 1.42. The observed reduction in polymerization rate
aer 12 h aligns with the preferential consumption of D-LA during the initial
stage.
214 | Faraday Discuss., 2026, 262, 212–225 This journal is © The Royal Society of Chemistry 2026
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Fig. 1 (A) Scheme of the ring-opening copolymerization mechanism of rac-LA and TMC
by using (S,S)-TUC as a catalyst. (B) The 1H NMR spectra of crude aliquots taken from the
reaction system for monitoring the conversion of rac-LA and TMC and the formation of
the block copolymer PTMC-b-P(LLA-ran-TMC)-b-PDLA-b-P(LLA-ran-TMC)-b-PTMC in
CDCl3. (C) Time-dependent plots of monomer conversion rates, determined from 1HNMR
spectra. (D) SEC traces at different reaction times.
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In situ infrared (IR) spectroscopy further conrmed the polymerization process
(Fig. 2B, S1 and S2†). During the rst stage, the PLA-specic C–O stretching peak
at 1086 cm−1 increases signicantly. However, tracking monomer consumption
(rac-LA and TMC) proved challenging due to overlapping absorption bands with
polymeric products. The transition to the second stage was marked by the
appearance of a new peak at 1313 cm−1, characteristic of PTMC. These observa-
tions suggest that the second stage likely involves TMC copolymerization with
residual L-LA, forming P(LLA-ran-TMC).

To this point, the preferential polymerization of D-LA over L-LA by (S,S)-TUC
has been inferred based on previous literature and the observed polymerization
kinetics. While the kinetic curves and in situ IR data provided indirect evidence of
the sequential consumption of D-LA and L-LA during the copolymerization of rac-
LA and TMC (Fig. S3†), direct conrmation of this stereoselective behavior was
necessary. To validate these ndings and unequivocally demonstrate the stereo-
selective preference of (S,S)-TUC, circular dichroism (CD) spectroscopy was
employed.

As shown in Fig. 3A, the CD spectra of D-LA and L-LA exhibited opposing signals
at 220 nm, reecting their differential absorption of circularly polarized light.
During the copolymerization of rac-LA and TMC (Fig. 3B), the spectra evolved over
time, indicating preferential consumption of D-LA in the early stages of the
reaction. As polymerization progressed, the characteristic absorption associated
with L-LA became dominant, corroborating the stereoselective preference of (S,S)-
TUC. Moreover, the stereochemical regularity of the PLA block was assessed
This journal is © The Royal Society of Chemistry 2026 Faraday Discuss., 2026, 262, 212–225 | 215
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Fig. 2 (A) The kinetic curves for the ring-opening copolymerization of rac-LA and TMC.
Reaction conditions: CHD/(S,S)-TUC/rac-LA/TMC = 1/5/50/50, at 40 °C, in toluene. (B)
Time resolved in situ IR spectra during the polymerization of mixtures of rac-LA and TMC.
Reaction conditions: CHD/(S,S)-TUC/rac-LA/TMC = 1/5/50/50, 40 °C, in toluene.
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through homonuclear decoupled 1H NMR analyses. The calculated Pm = 0.82
conrmed a high degree of stereoregularity, while the homonuclear decoupling
spectra revealed a prominent mmm tetrad peak (Fig. S4†), further conrming the
isotactic nature of the PLA segment.

Size exclusion chromatography (SEC) provided additional insights into the
molecular weight distribution of the resultant polymers (Fig. 1D). SEC traces
retained a single-peak distribution throughout the reaction, indicating the
successful formation of a well-dened block copolymer architecture. During the
rst stage of polymerization, corresponding to the selective ROP of D-LA, the
216 | Faraday Discuss., 2026, 262, 212–225 This journal is © The Royal Society of Chemistry 2026
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Fig. 3 Circular dichroism (CD) spectroscopy results. (A) D-LA and L-LA monomers; (B)
crude aliquots collected at different time points during the copolymerization of rac-LA
and TMC. Reaction conditions: [CHD]/[(S,S)-TUC]/[rac-LA]/[TMC]= 1/5/100/100, 40 °C, in
toluene.
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molecular weight distribution was narrow (Đ < 1.10). As the reaction progressed
into the second stage, the molecular weight distribution slightly broadened, likely
due to transesterication side reactions.

These ndings conrm that the copolymerization process occurs in distinct
stages. Initially, (S,S)-TUC selectively polymerizes the D-LA enantiomer, forming
a PDLA block. Subsequently, the simultaneous ROP of L-LA and TMC takes place,
resulting in the formation of the P(LLA-ran-TMC) block. In the nal stage, the
ROP of TMC continues, producing a PTMC block. This sequential polymerization
ultimately yields a well-dened pentablock copolymer with the structure PTMC-b-
This journal is © The Royal Society of Chemistry 2026 Faraday Discuss., 2026, 262, 212–225 | 217
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P(LLA-ran-TMC)-b-PDLA-b-P(LLA-ran-TMC)-b-PTMC. These results observed in
the rac-LA/TMC system suggests that the selectivity exhibited by (S,S)-TUC is
primarily governed by its enantioselective preference for D-LA. Given the well-
documented kinetic resolution mechanism of Takemoto-type catalysts, it is
reasonable to propose that (S,S)-TUC rst catalyzes the rapid polymerization of D-
LA due to stronger hydrogen bonding interactions and preferential activation.
Once D-LA is depleted, the system transitions to a nonselective copolymerization
of L-LA and TMC. This polymerization pathway provides a new perspective on
sequence-controlled copolymerization and highlights the potential of chiral
thiourea catalysts in achieving tailored microstructures in polyesters.

To conrm the structure of the synthesized pentablock copolymer, the
precipitated polymer was analyzed using 1H NMR and 13C NMR spectroscopy
(Fig. S5–S7†). As shown in Fig. S5,† characteristic signals corresponding to the
methylene protons of PLA were observed in the range of 5.3–5.0 ppm, while the
PTMC block exhibited distinct signals at 4.32–4.16 ppm. These observations
conrm the presence of both PLA and PTMC blocks within the copolymer. The 13C
NMR spectra further validated the copolymer structure by the consistent
absorption signals with PLA and PTMC homopolymers (Fig. S6 and S7†). In
addition, diffusion-ordered spectroscopy (DOSY) analysis provided insights into
the connectivity of the copolymer blocks.34 The results showed that the PTMC-b-
P(LLA-ran-TMC)-b-PDLA-b-P(LLA-ran-TMC)-b-PTMC copolymer exhibited a single
diffusion coefficient (Fig. 4A), conrming that the blocks are covalently linked
rather than existing as a physical blend. In contrast, when a physical blend of PLA
and PTMC homopolymers with similar molecular weights was analyzed, two
distinct diffusion coefficients were observed (Fig. 4B). These ndings unequivo-
cally demonstrate the successful synthesis of the pentablock copolymer PTMC-b-
P(LLA-ran-TMC)-b-PDLA-b-P(LLA-ran-TMC)-b-PTMC, conrming that it is a single
macromolecular entity rather than a mere mixture of homopolymers.

Previous studies have highlighted the slow polymerization kinetics of TMC,
thus prompting an investigation into the effect of elevated temperature on the
reaction rate. One-pot solution polymerization of rac-LA and TMC using the (S,S)-
TUC catalyst and CHD as the chain transfer agent were conducted at 80 °C with
a feed ratio of [rac-LA]/[TMC]/[(S,S)-TUC]/[CHD] = 50/50/5/1. 1H NMR and SEC
analyses (Table S2 and Fig. S8†) revealed that increasing the reaction temperature
signicantly accelerated TMC polymerization, with a rate constant k = 0.01032
(Fig. S9†). At 80 °C, TMC conversion reached approximately 90% within 8 days,
whereas the same level of conversion required ∼13 days at 40 °C. However, the
molecular weight distribution became broader than that observed in the reaction
system at 40 °C. This change could be attributed to the reactions being conducted
at a higher temperature, which promotes both inter- and intramolecular trans-
esterication reactions.

To evaluate the stereoselectivity of (S,S)-TUC at 80 °C, 1H NMR and 13C NMR
analyses were performed. The stereoregularity of the PDLA blocks was calculated
from homonuclear decoupled 1H NMR spectra aer deconvolution (Pm = 0.78,
Fig. S10†). This indicates that higher temperatures are disadvantageous to the
formation of highly isotactic PDLA segments. These results suggest that while
stereoselectivity is maintained at elevated temperatures, the tacticity of the
resulting polymer blocks is compromised. This could be attributed to previous
218 | Faraday Discuss., 2026, 262, 212–225 This journal is © The Royal Society of Chemistry 2026
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Fig. 4 1H NMR DOSY spectra of (A) PTMC-b-P(LLA-ran-TMC)-b-PDLA-b-P(LLA-ran-
TMC)-b-PTMC and (B) a blend of PLA and PTMC homopolymer, in CDCl3.
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studies indicating that side transesterication reactions typically occur at
temperatures above 85 °C, especially when rac-LA conversion exceeds 90%.26

To address these limitations, a temperature-switching polymerization strategy
was implemented. In the rst stage, stereoselective polymerization of rac-LA was
carried out at 40 °C to preserve the high tacticity of the PLA blocks and avoid
unnecessary transesterication reactions. Upon depletion of the rac-LA mono-
mer, the temperature was increased to 80 °C to accelerate the polymerization of
TMC. This approach was validated by experimental results (Table S3 and
Fig. S11†), which conrmed that TMC polymerization was signicantly faster at
the elevated temperature (Fig. S12 and S18†).

Furthermore, a slightly higher Pm value (0.79, Fig. S13†) was achieved
compared to polymers synthesized at 80 °C. Thermal and mechanical properties
of pentablock copolymers synthesized under different temperature conditions
were analyzed (entries 8–10 in Table 1 and Fig. S14†). The absence of a clear Tm of
PLA in the DSC thermograms is attributed to the presence of the atactic P(LLA-
ran-TMC) block, which likely inhibits the crystallization of the isotactic PDLA
segments, while a distinct melting peak can be observed in the polymer obtained
This journal is © The Royal Society of Chemistry 2026 Faraday Discuss., 2026, 262, 212–225 | 219
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Table 1 Copolymerization of rac-LA and TMC catalyzed by (S,S)-TUCa

Entry
[rac-LA]/[TMC]/
[(S,S)-TUC]/[CHD] T (°C) t (h)

Conv.rac-LA
b

(%)
Conv.TMC

b

(%)
Mn,theo

c

(kg mol−1)
Mn,SEC

d (Đ)
(kg mol−1)

1 50/50/5/1 40 12 47.8 0 3.5 7.4 (1.11)
2 50/50/5/1 40 24 76.8 10.6 6.0 9.3 (1.11)
3 50/50/5/1 40 288 99 93.2 11.8 12.0 (1.29)
4 50/50/5/1 40/80e 12 58.2 0 4.2 4.6 (1.10)
5 50/50/5/1 40/80e 288 99 94.3 11.9 10.1 (1.33)
6 50/50/5/1 80 8 56.1 4.0 4.2 6.4 (1.10)
7 50/50/5/1 80 288 99 93.2 11.8 11.6 (1.49)
8 100/100/5/1 40 336 99 65.6 21.0 14.4 (1.31)
9 100/100/5/1 40/80e 336 99 77.1 22.2 18.4 (1.38)
10 100/100/5/1 80 336 99 85.6 23.0 12.7 (1.41)
11 50/50/5/1 + 50

[rac-LA]
80 336 + 72 99 90.1 18.2 13.4 (1.27)

a Polymerization conditions: in toluene under a N2 atmosphere. b Determined by 1H NMR
analysis of the obtained polymer in CDCl3.

c Determined on the basis of (MWrac-LA) ×
(Conv.% of rac-LA)/[CHD] + (MWTMC) × (Conv.% of TMC)/[CHD]. d Determined by SEC
analysis of the obtained polymer in THF using polystyrene calibration. e Increase the
temperature to 80 °C once the rac-LA conversion rate exceeds 99%.
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from the homopolymerization of rac-LA catalyzed by the (S,S)-TUC (Fig. S15†).
Variations in the glass transition temperature (Tg) were found to correlate with
changes in polymer tacticity. The Pm parameter indicates the stereoregularity of
PLA chains, with higher values reecting more ordered conformations, which
results in a higher Tg that increases from 11.9 °C to 25.7 °C.35,36

While increasing the reaction temperature can enhance the polymerization
rate, the results demonstrate that this approach compromises enantioselectivity
and promotes side transesterication reactions, particularly at high monomer
conversions. This trade-off underscores the challenge of balancing polymeriza-
tion efficiency with stereocontrol. To further optimize this approach, future
investigations will focus on incorporating co-catalysts to enhance the polymeri-
zation of TMC while preserving stereoselectivity. Fine-tuning catalyst systems and
reaction conditions is expected to improve both the polymerization efficiency and
structural precision in multiblock polyester synthesis.

The SEC results demonstrate that the number-average molecular weight (Mn)
of the polymers synthesized using this method can be precisely controlled by
adjusting the monomer conversion rate and the molar ratio between the mono-
mers and the chain transfer agent (Tables S1–S3†). Importantly, the theoretical
Mn values closely correspond to those measured by SEC. To further verify that this
polymerization system exhibits characteristics of living polymerization,
a sequential monomer addition experiment was conducted. Aer 14 days of
reaction (entry 11, Table 1), by which time TMC conversion had reached >90%, an
additional 50 equiv. of rac-LA monomer was introduced into the reaction solu-
tion. During this second stage of the copolymerization, 1H NMR, SEC and DOSY
analyses conrmed the reinitiation of ROP (entry 11, Table 1, Fig. S16 and S17†).
This sequential addition led to the successful synthesis of ACBABCA-type hep-
tablock copolyesters, demonstrating that block copolymers with complex
220 | Faraday Discuss., 2026, 262, 212–225 This journal is © The Royal Society of Chemistry 2026

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d5fd00039d


Paper Faraday Discussions
O

pe
n 

A
cc

es
s 

A
rt

ic
le

. P
ub

lis
he

d 
on

 1
6 

A
gd

a 
B

ax
is

 2
02

5.
 D

ow
nl

oa
de

d 
on

 0
1/

03
/2

02
6 

9:
22

:5
8 

PM
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
architectures can be produced simply by introducing monomers in a controlled
sequence.

These ndings provide robust evidence that the (S,S)-TUC thiourea catalyst
exhibits dual-selective capabilities, enabling both chiral-selective polymerization
of rac-LA and chemoselective polymerization of TMC. The versatility of the dual
selective polymerization catalyzed by the monocomponent thiourea-based (S,S)-
TUC catalyst was evaluated using alternating copolymerization of anhydrides with
epoxide monomers (Scheme 1). Specically, the copolymerization of propylene
oxide (PO) and phthalic anhydride (PA) was investigated in the presence of two
optical isomers, D-LA and L-LA, respectively, to preliminarily assess the chemical
selectivity of (S,S)-TUC. Characterization using 1H NMR, 13C NMR, SEC analyses
and in situ IR conrmed that all copolymerization reactions exhibited excellent
controllability and selectivity, with well-dened polymer architectures being
achieved.

For the PA/PO/D-LA terpolymerization system, 1H NMR analysis revealed that
the reaction also proceeds in two distinct stages. The initial stage involved the
alternating copolymerization of PA and PO, resulting in the formation of the P(PA-
alt-PO) block. This was followed by the ROP of D-LA to generate the next block
(Table S4 and Fig. S19†). Similarly, the PA/PO/L-LA terpolymerization system
exhibited analogous behavior. The alternating copolymerization of PA and PO
occurred rst, forming P(PA-alt-PO) block segments, followed by the ROP of L-LA
(Table S5 and Fig. S20†). These results conrm that the (S,S)-TUC catalyst effec-
tively affords chemoselective polymerization processes, maintaining precise
control over the sequence of monomer incorporation. Additionally, in situ IR
monitoring was also conducted for the D-LA/PA/PO and L-LA/PA/PO systems,
which similarly exhibited two distinct polymerization stages (Fig. S22†). These
results further validate the chemoselectivity of (S,S)-TUC, demonstrating its
Scheme 1 Chemoselective and stereoselective ring-opening polymerization of mixed
epoxides, cyclic anhydrides, cyclic carbonates and cyclic esters using (S,S)-TUC as the
catalyst.
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ability to catalyze complex polymerization sequences with both chemical and
stereochemical precision.

The ability of the (S,S)-TUC catalyst to achieve both chemoselectivity and
stereoselectivity was further investigated in the copolymerization system
comprising propylene oxide (PO), phthalic anhydride (PA), and rac-lactide (rac-
LA). Monitoring via 1H NMR revealed that no characteristic signals corresponding
to PLA (5.30–5.00 ppm) were detected prior to 96 h, during which the conversion
rate of PA reached approximately 85%. The polymerization of rac-LA began only in
the second stage, around 360 h, when PA and PO had been fully consumed (Table
S6 and Fig. S21†). The SEC analysis of the copolymers showed a discrepancy
between the theoretical molecular weight (Mn,theo) and the molecular weight
determined by SEC (Mn,sec). This difference can be attributed to the fact thatMn,sec

represents the relative molecular weight measured against a polystyrene standard
and alternating polyesters usually exhibit lower Mn,sec than their true values.37–40

In situ IR spectroscopy provided further evidence supporting the selective
polymerization process. The copolymerization of rac-LA, PA, and PO exhibited two
distinct stages. During the rst stage, alternating copolymerization of PA and PO
occurred, as indicated by a decrease in the intensity of the PA absorption peak at
895 cm−1. Simultaneously, the absorption peak for P(PA-alt-PO) at 1721 cm−1

increased signicantly (Fig. 5). The second stage of polymerization commenced
once the anhydride was fully consumed (∼64 h), as evidenced by the attenuation
of the rac-LA absorption peak at 1241 cm−1. The continued increase of the
absorption peak of P(PA-alt-PO) during the second stage is most likely due to its
overlap with the C]O stretching characteristic band of PLA at 1750 cm−1.41,42

These ndings conrm the sequential nature of the polymerization process, with
(S,S)-TUC rst catalyzing the chemoselective alternating copolymerization of PA
and PO, followed by the stereoselective ring-opening polymerization (ROP) of rac-
LA.

To further conrm the stereochemical regularity of the resulting copolymer,
the stereoregularity parameter Pm was determined through homonuclear
decoupled 1H NMR spectra aer deconvolution. The calculated Pm = 0.75
Fig. 5 Time-resolved in situ IR spectra during the polymerization of mixtures of PA, PO,
and rac-LA. Reaction conditions: CHD/(S,S)-TUC/PA/PO/rac-LA = 1/5/100/200/200, 80 °
C, and toluene as the solvent.
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conrmed the relatively good stereochemical regularity (Fig. S23†). Besides, DSC
analysis of the copolymer sample revealed a melting transition at Tm = 183 °C
(Fig. S24†). These results suggest that during the second stage, PDLA-b-PLLA
formed as the second and third blocks. These results underscore the strong
stereoselectivity of the (S,S)-TUC catalyst for rac-LA monomers during the second
stage of the copolymerization process.

It is noteworthy that the dual selective behavior of (S,S)-TUC in the PA/PO/rac-
LA system contrasts sharply with its mechanism in the rac-LA/TMC copolymeri-
zation system. In the PA/PO/rac-LA system, (S,S)-TUC chemoselectively catalyzes
the alternating copolymerization of anhydride and epoxide monomers (PA and
PO) rst, followed by the stereoselective polymerization of rac-LA monomers. The
structure of the obtained pentablock copolyester, PLLA-b-PDLA-b-P(PA-alt-PO)-b-
PDLA-b-PLLA, was conrmed by 1H NMR and 13C NMR analyses (Fig. S25 and
S26†). These results revealed the successful formation of the copolymer, with
distinct signals corresponding to each block. Additionally, DOSY analysis showed
a single diffusion coefficient (Fig. S27†), providing conclusive evidence that the
blocks are covalently linked and not a simple physical blend.

Conclusion

In summary, this study highlights an advancement in the eld of selective and
precise polymerization by demonstrating the dual chemoselective and stereo-
selective capabilities of the commercially available chiral thiourea catalyst (S,S)-
TUC. Unlike previous approaches that focused on either chemical or stereo-
chemical selectivity in isolation, our work establishes (S,S)-TUC as a versatile and
efficient catalyst capable of achieving both selectivities within a single catalytic
system. This dual functionality was systematically validated through compre-
hensive analyses, including NMR, SEC, in situ IR, and CD spectroscopy.

The results demonstrate the catalyst’s adaptability across different polymeri-
zation systems. In the TMC/rac-LA system, stereoselective polymerization of rac-
LA occurs rst, with D-LA being preferentially consumed to form PDLA blocks,
followed by the simultaneous ring-opening polymerization of TMC and L-LA to
yield the pentablock copolymer PTMC-b-P(LLA-ran-TMC)-b-PDLA-b-P(LLA-ran-
TMC)-b-PTMC. In contrast, the PA/PO/rac-LA system exhibits an inverse sequence,
where the alternating copolymerization of PO and PA occurs rst to form aromatic
polyester P(PA-alt-PO) blocks, followed by the stereoselective ROP of rac-LA to
produce PLLA-b-PDLA-b-P(PA-alt-PO)-b-PDLA-b-PLLA. These distinct pathways
highlight the ability of (S,S)-TUC to adapt its selectivity based on the monomer
feed composition, providing a robust platform for the synthesis of complex and
well-dened block copolymers. By leveraging the dual selectivity of (S,S)-TUC,
a unied strategy for the precise synthesis of multifunctional, multi-block
copolymers without the need for additional catalysts or complex reaction condi-
tions has been established. Moreover, as a commercially available catalyst, (S,S)-
TUC offers notable advantages, including low cost and reduced environmental
toxicity, making it a more sustainable and scalable option for industrial and
biomedical applications. This approach paves the way for the design and devel-
opment of advanced polymeric materials with tailored structures and properties,
addressing critical challenges in areas such as biodegradable polymers, func-
tional coatings, and high-performance composites.
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