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Designing band gap of graphene by B and N dopant
atoms

Pooja Rani and V. K. Jindalt*

Ab initio calculations have been performed to study the geometry and electronic structure of boron (B)
and nitrogen (N) doped graphene sheets. The effect of doping has been investigated by varying the
concentrations of dopants from 2% (one atom of the dopant in 50 host atoms) to 12% (six dopant atoms
in 50 atoms host atoms) and also by considering different doping sites for the same concentration of
substitutional doping. All of the calculations have been performed using VASP (Vienna Ab initio Simulation
Package) based on density functional theory. By B and N doping, p-type and n-type doping are induced,
respectively, in the graphene sheet. While the planar structure of the graphene sheet remains unaffected
on doping, the electronic properties change from semi-metal to semiconductor with increasing number of
dopants. It has been observed that isomers formed by choosing different doping sites differ significantly in
the stability, bond length and band gap introduced. The band gap is found to be at a maximum when
dopants are placed at same sublattice points of graphene due to the combined effect of symmetry
breaking of sublattices and the band gap is closed when dopants are placed at adjacent positions
(alternate sublattice positions). These interesting results provide the possibility of tuning the band gap of
graphene as required and its application in electronic devices, such as replacements to Pt-based catalysts in
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1. Introduction

Graphene is the name given to a single layer of graphite, made up
of sp> hybridized carbon atoms arranged in a honeycomb lattice,
consisting of two interpenetrating triangular sublattices A and B
(Fig. 1) and is a basic building block for carbon allotropes of
other dimensionalities, like fullerenes and carbon nanotubes.
Though it was realized in 1991 that carbon nanotubes were
formed by rolling a 2D graphene sheet or a single layer from a 3D
graphitic crystal, the isolation of a graphene sheet was not done
until 2004. Since its successful experimental fabrication in 2004,
it has attracted enormous interest both from experimentalists
and theoreticians. Its unique properties, like the half integer
quantum Hall effect, high charge carrier mobility due to linear
dispersion at the so-called Dirac point, ballistic transport over
long distances and finite conductivity at zero carrier concentra-
tion,> make it an excellent candidate for the next generation of
electronics®*> by overcoming silicon-based electronics limita-
tions." A pristine graphene layer is however a zero gap
semiconductor (or semi-metal) with a point-like Fermi surface.
Some reviews on the properties of graphene have appeared in the
literature, e.g. by Castro Neto et al.’ and Cooper et al.,® which
describe pure graphene in detail.
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Polymer Electrolytic Fuel Cells (PEFCs).

Pure graphene, though extremely interesting, suffers from
zero band gap fixation, which makes it uninteresting from a
device application point of view. The development of
graphene-based electronics depends on our ability to open a
tunable band gap. Various approaches have been developed to
fabricate high-performance graphene devices by engineering
their band gaps so as to improve their semiconducting
properties. One of the approaches is evidently to choose N
and B and substitute them to replace C atoms to form ‘carbon
alloys’. The atomic masses of these dopants are closest to
carbon, which would seemingly be acceptable for carbon
lattices to adjust to, whilst at the same time significantly
altering the electronic properties of the host material because
of the electron-rich and electron-deficient nature of N and B
atoms. Experimental and theoretical studies on graphene
doping do show this possibility of making p-type and n-type
semiconducting graphene. In fact, studies by different means,
like doping with heteroatoms,” doping with metal contacts,®
chemical functionalization,” applying electric fields and
depositing graphene on substrates like SiC and S$iO,,"* have
shown this possibility. Band gap opening using p-type doping
using Al, boron, H, tetracyanoethylene (TCNE) and n-type
doping using N, P and S has been studied in the past.”"***
The observation has been that the dopant atoms can modify
the electronic band structure of graphene and open up an
energy gap between the valence and conduction bands. Recently,
an ab initio study of the different dopant interactions in the host

This journal is © The Royal Society of Chemistry 2013


http://dx.doi.org/10.1039/c2ra22664b
https://doi.org/10.1039/c2ra22664b
https://pubs.rsc.org/en/journals/journal/RA
https://pubs.rsc.org/en/journals/journal/RA?issueid=RA003003

Published on 09 berfw-Obubuo 2012. Downloaded on 2026/03/01 2:03:45 AM.

Sublattice A ‘

=

Sublattice B

Unit cell

View Article Online

Fig. 1 A schematic presentation of a graphene sheet. Each Bravais lattice unit cell includes two nonequivalent sites, which are denoted by A and B. A blown-up image

of the unit cell is shown separately; a; and a; are the primitive vectors.

graphene has also been reported, which provides useful informa-
tion on the behavior of dopants.'> While Lherbier et al.'* studied
the charge mobilities and conductivity of the system by doping
graphene with different concentrations of B and N impurities (up
to 4%) randomly (without studying the band gap), Wu et al.'?
studied the band gap opening in graphene by only single atom
doping of B and N whereas Xiaohui et al.*® have studied the band
gap opening in graphene by B/N codoping. Fan et al'” have
studied graphene/boron nitride hetero-bilayers to tune the band
gap, whereas X. Fan et al.'® have primarily focused on boron-
nitride combination as a dopant and changing the concentration
by taking a larger number of host atoms. Manna et al."®
shown that the patching of graphene and h-BN sheet with
semiconducting and/or insulating BN, (C,) nanodomains of
various geometrical shapes and sizes (h-BN sheet) can significantly
change the electronic and magnetic properties. Despite all such
work, a systematic study of exact role of concentration and
position of dopant atoms in modulating the band gap has still not
appeared in the literature.

have

Sttty

In the present paper, we have made an effort to present a
systematic study of the effect of substitutional doping of boron
and nitrogen in the graphene sheet by slowly increasing the
concentration of doping and also considering the different
isomers of the same doped configuration. We choose both B
and N atoms for our study, using each individually as the dopant
due to their nearly similar size to that of carbon and because of
their electron-deficient and electron-rich characters, respectively,
and deferring for the present time using a combination of B and
N in host of C atoms. In the following, we outline computational
details for our approach of using density functional theory and
describe the results for B and N doping in Section 3. These results
are discussed and finally concluded in Section 4.

2. Computational details

Graphene is known to relax in a 2-D honeycomb structure
(Fig. 1) and the B and N doped graphene will be assumed to
have a similar starting structure and be subject to energy
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Fig. 2 The optimized geometry and band structure of a pure graphene sheet. The bond length is in A. The Fermi level in the band structure is set to zero.
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Fig. 3 The optimized geometry and band structure of a single boron atom doped graphene sheet. The blue ball denotes a boron atom.

minimization considerations to calculate new bond lengths.
To do this analysis, geometry optimizations and electronic
structure calculations have been performed using the VASP
(vienna Ab initio Simulation Package)®***' code based on
density functional theory (DFT). The approach is based on an
iterative solution of the Kohn-Sham equation®” of the density
function theory in a plane-wave set with the projector-
augmented wave pseudopotentials. In our calculations, the
Perdew-Burke-Ernzerhof (PBE)*® exchange-correlation (XC)
functional of the generalized gradient approximation (GGA) is
adopted. The plane-wave cutoff energy was set to 400 eV. The
optimizations of the lattice constants and the atomic
coordinates are made by the minimization of the total energy.
The 5 x 5 supercell (consisting of 50 atoms) has been used to
simulate the isolated sheet and the sheets are separated by
larger than 12 A along the perpendicular direction to avoid
interlayer interactions. The Monkhorst-Pack scheme is used
for sampling the Brillouin zone. In the calculations, the
structures are fully relaxed with a Gamma-centred 7 x 7 x 1
k-mesh. During all of the calculation processes, except for the
band determination, the partial occupancies were treated
using the tetrahedron methodology with Bléchl corrections.*
For band structure calculation, partial occupancies for each
wavefunction were determined using the Gaussian smearing
method with a smearing of 0.01 eV. For geometry optimiza-
tions, all of the internal coordinates were relaxed until the
Hellmann-Feynman forces were less than 0.005 A.

3. Results and discussion

First of all, a pure graphene sheet was fully optimized,
including its lattice constant, which was found to be 2.45 A,
which is slightly less than the experimental value of 2.46 A,
and the resulting C-C bond length of pure graphene is 1.41 A,
which is in agreement with previous results.”® The lattice
constants, a, and a,, (refer to Fig. 1) are expressed in Cartesian
coordinates as

a; = a,/2(3, |3)

804 | RSC Adv., 2013, 3, 802-812

a5 = ao/2(3, —3)

where a, is the interatomic distance or C-C bond length and has
been found to be close to 1.42 A.

Then, the band structure of pure graphene was calculated
and presented in Fig. 2, which is also found to be in agreement
with the literature,” indicating thereby the reliability of
computational procedure.

Subsequently, pure graphene was doped with an increasing
concentration of boron and nitrogen atoms. The relaxed lattice
constant of doped graphene increases in the case of B and
decreases in the case of N, with an increase in the number of
doped atoms because the covalent radius of boron is larger
than a carbon atom and that of nitrogen is less than carbon.
This is consistent with the earlier results, as summarized in
the Introduction.

We study six B-doped, as well as N-doped, configurations
with 2%, 4%, 6%, 8%, 10% and 12% concentration of doping.

3.1 Boron doping

As pointed out earlier, a boron atom is likely to adjust to
surrounding C atoms of the host (see Fig. 3). Therefore, when a
graphene sheet is doped with one boron atom, the boron atom
also undergoes sp> hybridization and, due to the nearly same
size of C and B, no significant distortion in the 2-D structure of
graphene is expected, except for a change in adjoining bond
length. As a result, a bond length is found to expand to 1.48 A.
Using the computational procedure as stated above, it is
possible to calculate the electronic properties, especially the
band structure. Of interest are the K-points along special
directions of the Brillouin zone and we find that the linear
dispersion near the Dirac point is not destroyed. However, due
to the electron-deficient character of boron, the Fermi level
shifts significantly by about 0.7 eV below the Dirac point,

Table 1 Some parameters affecting single atom doping by a boron atom

Parameter ds ¢ (A) Band gap (eV) Charge transfer (e)
Our work 1.48 0.14 -1.79
Ref. 12 1.49 0.14 —1.84

This journal is © The Royal Society of Chemistry 2013
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resulting in p-type doping. Another important observation that
can be made is regarding breaking of the symmetry of two
graphene sublattices because of the introduction of a B atom,
now introducing an energy gap of 0.14 eV around the Dirac

This journal is © The Royal Society of Chemistry 2013

point. This changes the behavior of graphene from semi-metal
to conductor. The charge transfer was also calculated using
Bader charge analysis, which shows 1.79 e charge transfer
from boron to carbon. The results are in agreement with

RSC Adv., 2013, 3, 802-812 | 805
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Fig. 4-3 Some optimized geometries and band structures of two, three, four, five and six B atom doped graphene sheet in (A), (B), (C), (D) and (E), respectively. The
upper rows in these show geometrical structures and bottom rows present the band structures.

earlier calculations."” Some data concerning a single atom
doping by B is presented in Table 1.

Once we found a satisfactory reproduction of the results as
obtained for pure graphene and single atom doped boronated
graphene, we carried out our calculations with an increasing
number of dopants, also taking into account different sites of
doping for the same concentration. It can be observed that
several isomers of the same atomic concentrations doped
graphene become possible. These isomers differ significantly

08 T T 1 )

Band gap(eV)

0.1 1 1 1 ]
2 4 6 8 10 12

Doping concentration (%)

Fig. 5 Band gap in increasing order of doping concentrations for a boron doped
graphene sheet. The isomers with highest band gap are chosen.

This journal is © The Royal Society of Chemistry 2013

in cohesive energy, bond length and band gap. Although we
calculated several possible isomers for concentrations of
dopants (2%, 4%, 6%, 8%, 10% and 12%), for the sake of
brevity, we present here in Fig. 4 only a few isomers with the
configurations of mainly three doping sites i.e. when all of the
dopant atoms are adjacent, when they are at the same
sublattice positions (either A or B) and finally when they are
at different lattice positions i.e. one dopant atom is placed at
sublattice A and other is at B.

The investigations of structural properties show the shrink-
age of C-C bond lengths which fall in proximity to B dopants.
This possibly results from longer C-B bond lengths because of
the larger covalent radius of B than C and preservation of the
structure. This also results in disorder of the lattice when the
dopants are placed at adjacent positions. The data regarding
changes in bond lengths can be read from the structural part
of the figures presented in Fig. 4.

As we can see from the band structures in Fig. 4(A-E) the
maximum band gap develops on doping for the category (b)
isomer. This category originates from when the dopants are

Table 2 Some parameters affecting single atom doping by a nitrogen atom

Parameter dnc (A) Band gap (eV) Charge transfer (e)
Our work 1.40 0.14 1.16
Ref. 12 1.42 0.14 1.12

RSC Adv., 2013, 3, 802-812 | 807
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Fig. 6 The optimized geometry and band structure of a nitrogen atom doped graphene sheet. The red ball represents the nitrogen atom. The bond lengths are in A.

placed at the same sublattice positions (either A or B) as
defined in Fig. 1. This observation reinforces our belief that
the origin of band gap is due to symmetry breaking of
graphene sublattices, which maximizes itself in these config-
urations. The electronic structure analysis shows that band
gap in general increases with an increase in concentration of
doping. In Fig. 5, we give a separate plot of this variation of
band gap with % concentration of doped B atoms for the
configuration (b), which shows the largest band gap.

The effect of concentration of B atoms also affects band
structure details. The effects are prominently different for an
odd number of dopants as compared to an even number of
dopants. From Fig. 4, if we examine configurations (a) for
varying B-atom concentrations, the band structure of the
doped graphene is highly deformed, especially in the case of
configurations containing an odd number of dopants, where
a linear dispersion relation at the Dirac point is also affected.
This can result from deviation from a crystalline structure on
doping. The linear dispersion in graphene is due to its crystal
structure and when the dopants are placed at adjacent
positions in configuration (a), the structure is highly
distorted, which results in deformation of the band structure.
Also, as can be seen from the band structure plots for this
category, the band gap is less for configurations with an even
number of dopants than those with an odd number of
dopants (the band gap is completely closed in six atom doped
in one hexagon). This is possibly due to the symmetry formed
by the hetero-atoms in the two triangular sublattices (see
Fig. 4(C) and (E)).

3.2 Nitrogen doping

When the nitrogen atom is doped into the graphene sheet,
similar effects to those in the case of boron are observed. It
also interacts through sp> hybridization with the C atom. The
bond length of three N-C bonds formed is 1.40 A and there is
almost no distortion in the planar structure of graphene. But
due to the electron-rich character of the resulting structure,
the Fermi level shifts by 0.7 eV above the Dirac point. Also, like
B, due to breaking of the symmetry of the graphene
sublattices, the system shows a band gap of 0.14 eV. Bader
charge analysis shows a charge transfer of 1.16 e from carbon
to nitrogen.'> Some data of single N atom doped graphene for

808 | RSC Adv., 2013, 3, 802-812

comparison with other calculations is provided in Table 2. We
present the optimized structure, as well as the electronic band
structure of some isomers obtained by doping an increasing
number of N atoms in Fig. 6.

The lattice and band structure resulting from various
number of dopants of N atom are shown in Fig. 7. The
structural properties of N-doped graphene geometries do not
show any remarkable change because of nearly same size of
covalent radius of carbon and nitrogen. The trend in
electronic properties is similar to that of boron doped
graphene, except for the fact that the Fermi energy is shifted
above the Dirac point. A plot of the variation of band gap with
doping concentration is shown in Fig. 8, which is for the
configuration in which the maximum band gap is introduced.
Thus B and N doping provides a way to introduce a gap in
graphene at the Dirac point to a significant value without
changing the unique properties of graphene. In Table 3, we
summarize the important results from doping both B and N
atoms.

From several structural curves presented here for multi-
atom B and N doped graphene, one notices a pattern of
changes in some adjoining bond lengths with typical
signature of boron different from that of nitrogen.
Furthermore, the band gaps continue to grow with increasing
doping concentrations. The electronic band structure data
has been summarized in Table 3. In Table 3, E.y is the
cohesive energy per atom of B- or N-doped configuration
graphene and E. and E; represent the total energies of a
structure and of individual elements present within the same
supercell, respectively. n; is the number of species i present in
the configuration, which could be C, B or N, while 7 is the
total number of atoms present in a supercell (n = 50).
However, with increasing concentration of dopants the
cohesive energy decreases, indicating the decreasing struc-
tural stability compared to the pristine graphene sheet (E.on =
—9.20 eV per atom). Also, the N-doped configurations show
larger negative values of cohesive energy than their boron
counterparts. This is due to the nearly similar size of the
atomic radius of C and N, which results in lesser structural
disorder in comparison to B, as is clear from bond length
values.

This journal is © The Royal Society of Chemistry 2013
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4, Summary and conclusions sheets. The effect of doping was investigated by varying the

concentrations of dopants from 2% (one atom of the dopant in

Density functional theory was used to study the geometry and 54 host atoms) to 12% (six dopant atoms in 50 atoms host

electronic structure of boron and nitrogen doped graphene
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Fig. 7-3 Optimized geometries and band structures of two, three, four, five and six N atom doped graphene sheet in (A), (B), (C), (D) and (E), respectively. The upper
rows in these show geometrical structures and bottom rows present the band structures.

atoms) and also by considering different doping sites for the
same concentration of substitutional doping. By B and N
doping, p-type and n-type doping is induced, respectively, in
the graphene sheet. While the planar structure of the graphene
sheet remains unaffected on doping, the electronic properties
change from semi-metal to semiconductor with an increasing
number of dopants. It has been observed that isomers formed
by choosing various doping sites differ significantly in the

Band gap(eV)

01 [] 1 1 []
2 4 6 8 10 12

Doping concentration (%)

Fig. 8 Band gap in increasing order of doping concentrations (for the
configuration having a maximum band gap) for N.

This journal is © The Royal Society of Chemistry 2013

stability, bond length and band gap introduced. The observa-
tion is that the electronic properties of a graphene lattice
depend upon symmetry and hence positioning of dopant
atoms plays a significant role in modulating the band gap. The
band gap is at a maximum when dopants are placed at same
sublattice positions (A or B) in adjacent sublattices of
graphene due to the combined effect of symmetry breaking
of sublattices and the band gap is closed when dopants are
placed at adjacent positions (alternate sublattice positions).
These interesting results provide the possibility of designing
the band gap of graphene as required, allowing its application
in a wide range of electronic devices by controlling the system
geometry. Indeed, it would not be out of place to mention that
the role of N and B doping has also found favor>® in replacing
platinum-based cathodes for polymer-based electrolytic fuel
cells (PEFCs).
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Table 3 Cohesive energy and Band gap for increasing doping concentration and various possible configurations a, b, ¢, as described in corresponding figures

Concentration (%)

Configuration (B doped) E.,,“ (eV/atom)

Band gap (eV)

Configuration (N doped) E..,“ (eV/atom) Band gap (eV)

2
4

10

12

“ Ecoh = [Emt -

—9.13 0.14
a —9.03 0.15
b —9.05 0.28
c —9.06 0.14
a —8.94 0.19
b —8.96 0.43
c —8.98 0.17
a —8.85 0.02
b —8.88 0.53
c —8.87 0.28
a —8.76 0.28
b —8.81 0.66
c —8.82 0.14
a —8.64 0.00
b —8.73 0.72
c —8.72 0.23

niEi]/n (1 =G, B, N)
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