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Recent advances on covalent organic frameworks
(COFs) as photocatalysts: different strategies for
enhancing hydrogen generation
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The excessive use of traditional fossil fuels has led to energy and environmental pollution problems.
Solar-driven hydrogen generation has attracted much attention in recent years owing to its environmental
friendliness and economic feasibility. So far, a series of photocatalysts have been advanced. Unfortunately,
these photocatalysts face some issues including poor sunlight harvesting ability, weak photo-corrosion
resistance, broad band gap, bad stability, inferior hydrogen evolution rate and so on. It just so happens
that COFs have emerged to provide an opportunity for settling these issues. Covalent organic frameworks
(COFs), a novel family of porous materials with regular porosity and tunable physicochemical structures,
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have been extensively explored as photocatalysts for hydrogen production. Moreover, their photocatalytic
activities are highly structurally dependent. In this review, we mainly focus on the linkage chemistry and
disparate strategies for boosting COF-based photocatalytic hydrogen generation performance in detail.
The prospects and obstacles confronted in the development of COF-based photocatalysts and proposals
to settle dilemmas are also discussed.
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1 Introduction

Energy over-exploitation has led to a series of environmental
issues, which severely threaten the survival and flourishment of
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humankind. Therefore, it is urgent to exploit sustainable energy
sources."® Hydrogen, as an eco-friendly and pollution-free
energy source, has tremendous potential to solve the current
energy problems. At present, there is a need to develop low-cost
and outstanding hydrogen production technologies.'®"?
Photocatalytic water splitting using solar energy for hydro-
gen evolution, where solar energy is directly converted into
chemical energy,'*" is becoming one of the most desirable
pathways to resolve the issues of overutilization, limited
reserves and negative environmental impacts associated with
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fossil fuels. The photocatalytic decomposition of water has the
following virtues: (1) it employs two of the most clean and
renewable resources that are readily available to us; (2) it is
performed at room temperature and pressure, with little restric-
tion on experimental equipment; (3) selective hydrogen and
oxygen production without gas separation; (4) the reactant
water and products hydrogen and oxygen are clean, with no
greenhouse gas emissions, realizing the concept of environ-
mental protection at the source. In the photocatalytic hydrogen
evolution reaction (HER), the key is the development of efficient
photocatalysts. Over the last few decades, plenty of semicon-
ductor nanostructures and nanocomposites, such as metal
oxides,®™® metal sulfides,’®>" metal nitrides,*®>* graphitic
carbon nitrides (g-C3N4)**” and metalorganic frameworks
(MOFs),>®72 have been extensively investigated as photosensi-
tizers for H, generation. Unfortunately, these photocatalysts
have many shortcomings, such as a narrow light response
range, weak photo-corrosion resistance, broad band gap and
inferior HER rate, which hinder their practical process in
photocatalytic hydrogen generation.

Accordingly, huge efforts have been made to develop new
and more efficient photocatalysts. Covalent organic frameworks
(COFs), a family of crystalline porous polymers, are constructed
from light elements (C, H, O, B, N, etc.) via reversible reactions to
form stable and strong covalent bonds that are extended at 2D or
3D interfaces with in-plane mn-conjugated and reticulated
structures.>*** In 2005, since the first COF was reported by
Yaghi,?® the research of COFs has elicited a dramatic response
from researchers and has gained traction. The unique topology
of COFs endows them with excellent adsorption capacity, enor-
mous specific surface area, adjustable porosity, and long-range
orderliness and recyclability, resulting in their tremendous
superiority in applications involving photocatalytic water split-
ting, drug delivery, adsorbing and separating gas, sensors,
energy storage, and heterogeneous catalysis.>**°

COFs are very suitable photocatalysts for photocatalytic
hydrogen production. COFs have designable structures and
layered stacking arrays, resulting in narrow band gap and
solar-harvesting ability. And the extended m-conjugation within
2D or 3D frameworks facilitates electron transfer and transport.
In addition, COFs with high specific surface areas and porous
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structures can easily chelate metal co-catalysts to enhance
photocatalytic activity. Moreover, the covalent linkages present
in COFs lead to their insolubility in the solvents, as well as their
stability under photocatalytic conditions, meaning that they
can be recycled.”'™ In this review, we give an overview of the
research advancement of COFs as photosensitizers for photo-
catalytic hydrogen evolution through a comprehensive litera-
ture survey. Subsequently, the advantages and reasons for the
diverse types of linkages for H, photoproduction are discussed
in detail. Afterwards, a series of strategies are described to
enhance light harvesting capability, suppress electron-hole
recombination and accelerate carrier migration speed for
boosting photocatalytic hydrogen generation performance
from the perspective of structural engineering, linkage pre-
design, band gap engineering, crystallinity optimization, metal
species utilization and COF-based hybrids.

2 Linkage chemistry

The formation of COFs is based on polycondensation reactions
between building monomers, where covalent bonds confer
structural scalability and specific functional roles to COFs,
and further influence their crystallinity and chemical stability.
An in-depth understanding of linkage chemistry is relevant to
the rational design of high-performance COF-based photocata-
lysts. In this section, we give an overview of widely used
covalent linkages, covering boronic esters, imines, hydrazones,
vinylenes, triazine linkages and so on (Fig. 1).

2.1 Boronic ester linkages

The first COF was synthesized by Yaghi using a simple one-step
condensation reaction between phenyl diboronic acid and
hexahydroxytriphenylene.** Despite the high reversibility of boro-
nic ester linkages endowing COFs with high crystallinity, their
structures are easily damaged by hydrolysis during photocatalytic
hydrogen precipitation, which limits their application in this field.

2.2 Imine linkages

Imine-based COFs are constructed by the acid-catalysed co-
condensation of amine and aldehyde derivatives based on a
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Fig. 1 Linkage chemistry for COF-based photocatalytic hydrogen production.

Schiff-base reaction. Compared with boronic ester linkages,
imine-bonded COFs exhibit less reversibility but better stabi-
lity, making them the most frequently used for photocatalytic
HER. The synthesis of imine-based COFs involves two pro-
cesses. Firstly, building units are covalently linked in an
ordered and pre-designed manner and amorphous precipitates
are formed via the acid-catalysed co-condensation of amine and
aldehyde derivatives. Then, as the reactions proceed, the rever-
sibility of imine bonds allows the COFs to form self-healing
materials, which have the ability to error-check and proofread
their structures. The final amorphous precipitates can thus be
corrected to COF crystals. The polarizability of carbon-nitrogen
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bonds leads to the synthesized imine-based COFs exhibiting
weak n-electron delocalization and poor stability in strong acids
and bases.*®*° B-Ketoenamine-based COFs, which are derived
from imine-linked COFs, show superior stability and HER rate
under identical conditions because of keto-enol tautomerism.

2.3 Hydrazone linkages

Hydrazone-based COFs are formed via the co-condensation of
amine and hydrazide derivatives. Since hydrazone-linked COFs
were initially synthesized by Yaghi et al.,*® there has been much
research progress based on hydrazone-linked COFs for the
HER. These materials are more resistant to hydrolysis and
more stable than imine-linked COFs owing to the p-t conjuga-
tion effect between nitrogen atoms and C—O bonds. Moreover,
the insolubility and difficult synthesis of aromatic hydrazone
building blocks has resulted in there being relatively few
reports on hydrazone-linked COFs for photocatalytic hydrogen
generation.

2.4 Olefin linkages

Since the first sp>-carbon-linked COF was reported by the Feng
group via a Knoevenagel polycondensation reaction in 2016,
olefin-linked COFs (V-2D-COFs) have attracted extensive atten-
tion for their application in the area of photocatalytic hydrogen
production, attributed to the advantages of their sturdy and
fully n-conjugated backbone structures and high chemical
stability under harsh conditions, although the low reversibility
of C—C bonds makes the synthesis of V-2D-COFs quite challenging.
Currently, the methods to fabricate vinylene-linked COFs
mainly include aldol-type polycondensation, Knoevenagel poly-
condensation and Horner-Wadsworth-Emmons (HWE) poly-
condensation reactions. It is found that fewer sp>-COFs have
been adopted for visible-light-driven hydrogen generation than
imine-based COFs because of their lower crystallinity.

2.5 Triazine linkages and other linkages

Covalent triazine frameworks (CTFs) as a class of amorphous
organic polymers are attained via the trimerization of aromatic
nitriles with excellent conjugation and have already been
proven to exhibit outstanding performance in photocatalytic
HER. Due to the limited reversibility of the reactions and
limited building monomers, CTFs are less crystalline and there
is a small number of different types. Other linkages, such as
oxadiazoles and azines with limited chemical stability and
crystallinity, have also been successfully prepared for the
rational design of COF-based photocatalysts.

3 Different design strategies for
COF-based photocatalytic hydrogen
evolution

In 2014, Lotsch et al. synthesized a hydrazone-linked COF via a
Schiff-base polycondensation reaction and applied it for the first

time in photocatalytic hydrogen production (Fig. 2).>> The amount
of hydrogen produced in 5 h reached 1.97 mmol g~* h™*

This journal is © The Royal Society of Chemistry 2023
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according to HER experiments. Since then, with the rapid devel-
opment of COF chemistry, a series of COFs have been established.
In this section, we focus on the strategies to enhance photocata-
lytic hydrogen generation performance that have been reported in
recent years.

3.1 Structure engineering

Building unit pre-design is an outstanding advantage of COFs,
which offers great possibilities for the rational synthesis of
photocatalysts. By selecting and modifying building blocks, the
photochemical properties of COFs can be regulated at the
molecular level. Moreover, the pre-designed structures of COFs
allow post synthetic modifications to achieve new performance and
structural optimization. Careful structure engineering offers a plat-
form to explore structure-property-activity relationships for effi-
cient photocatalytic H, evolution, including D-A interaction,
functional group modified building blocks, m-conjugation degree,
defect engineering, post-modification and isomer design (Table 1).

3.1.1 Donor-acceptor interaction. Donor-acceptor (D-A)
molecules are a family of functional compounds consisting of
electron donors and acceptors. Integrating D-A moieties is a
valid strategy by which to facilitate the electron-hole separation
and charge transport of COFs. Adopting this strategy, a variety of
COFs have been prepared.>®®® For example, Yang et al. designed
PETZ-COF via the solvothermal reaction of electron-donating 4PE-
4ANH, and electron-deficient TZTZ-2BA for photocatalytic H,
generation. As a comparison, a COF (PEBP-COF) without D-A
moieties was also constructed using 4PE-4NH, to react with BP-
2BA (Fig. 3A).>° The results exhibited an excellent hydrogen
evolution rate (7324.3 pmol g~ ' h™") of PETZ-COF with the
assistance of Pt as a co-catalyst and ascorbic acid as a sacrificial
reagent, which was an order of magnitude greater than that of
PEBP-COF. Under optimal conditions, the longstanding hydrogen
evolution experiment showed good stability (Fig. 3B). Wen et al.
adopted TzDA and PyTA as building blocks to establish a new D-A
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system PyTz-COF (Fig. 4A).>* The photocurrent reached 100 mA cm®
at 0.2 V and a hydrogen production rate of 2072.4 pmol g h™" was
exhibited by PyTz-COF. From Fig. 4B, the amount of hydrogen
production increased quickly in the first hour, increased moderately
in the second hour, and reached a peak in the fourth hour.

Vinylene-based COFs are attractive photocatalysts because of
their fully n-conjugated skeletons that promote carrier migration.
The highly ordered D-A conjugation system in olefin-linked COFs
is beneficial to photocatalytic HER activity. Zhao et al. fabricated
three new sp’carbon-linked COFs (BTH-1,2,3) using benzo-
bisthiazoles moieties as electron-deficient receptors.”> The high
crystallinity of these three COFs was achieved using a neutral
AcONH,-catalyzed condensation to improve the reversibility
of the Knoevenagel polycondensation reaction. The authors also
explored the effect of other base catalysis on crystallinity, using
DBU, Cs,CO3, and NaOH. Unfortunately, no indication of crystal-
linity was observed using these bases. Owing to D-A interactions
between two organic monomers, the carrier migration and trans-
port capabilities of BTH-3 were improved, which delivered the
best photocatalytic HER performance of 15.1 mmol g * h™*
under visible light illumination, far better than those of BTH-1
(10.5 mmol ¢~* h™") and BTH-2 (1.2 mmol g ' h™"). Chen
and co-workers prepared three D-A type COFs to explore the
influence of weak donors on photocatalytic HER ability by varying
donor monomers from phenyl to 2,5-dimethylbenzene and 3,3’
dimethyl-1,1’-biphenyl in the skeletons.® The results revealed
that the D-A interaction was enhanced with an increase in the
donor conjugation effect, with TM-DMA-COF exhibiting the best
HER rate of up to 4300 pmol g * h™".

Adjusting the space length between the receptor units of
COFs to match carrier diffusion extent is the way to develop
novel COF platforms to advance energy/electron transfer and
exciton separation for hydrogen production. Chen et al
adopted this method, selecting 2,2'-bipyridine (Bpy) and
1,3,5-triazine (TA) acceptor units for engineering three olefin-

gw

Fig. 2 (A) Chemical structure of TFPT-COF. (B) A hexagonal lattice of TFPT-COF. Reprinted with permission, copyright, 2014, Royal Society of

Chemistry.>?
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Table 1 Some of the COF-based photocatalysts for hydrogen evolution
synthesized via the structure engineering method in Section 3.1

COF-based Light HER

photocatalysts irradiation (umol g ' h™") AQE (%) Ref.
PETZ-COF >420 nm 7324.3 3.64 (520 nm) 53
BTH-3 >420 nm 15100 1.256 (500 nm) 55
BTH-2 >420 nm 1200 0.241 (500 nm) 55
BTH-1 >420 nm 10500 1.925 (500 nm) 55
NKCOF-108 >420 nm 11600 2.96 (520 nm) 58
NKCOF-113-M >420nm 13100 56.2 (475 nm) 59
BDF-TAPT-COF AM 1.5 1390 7.8 (420 nm) 63
BT-TAPT-COF >420 nm 949 0.19 (410 nm) 65
CYANO-CON >420 nm 134200 82.6 (450 nm) 69
Py-CITP-BT-COF ~ >420 nm 8875 8.65 (420 nm) 70
Tp-PDA >420 nm 600 0.76 (420 nm) 72
Tp-DBN >420 nm 1800 2.12 (420 nm) 72
TZ-COF-4 >420 nm 4296 1.3 (420 nm) 77
FOO-COF >420 nm 119.1 20.5 (435 nm) 80
USTB-10 >420 nm 21800 0.68 (420 nm) 81
sp>c-COFgrpN >420 nm 2120 0.48 (495 nm) 83
PyTA-BC >420 nm 5030 1.46 (420 nm) 85
PyTA-BC-Ph >420 nm 2763 1.83 (420 nm) 85
COF-BPDA >420 nm 3230 2.1 (435 nm) 87
COF-DFB >420 nm 2100 0.7 (435 nm) 87
g-C4oN;-COF >420 nm 4120 4.84 (420 nm) 88
TAPT-COF-7 >420 nm 33910 14.43 (520 nm) 89
Tp-2C/BPy*-COF  >420 nm 34600 6.93 (420 nm) 90
(19.10%)

ODA-COF >420 nm 2615 0.42 (420 nm) 91
TtaTfa >420 nm 20700 1.43 (450 nm) 92

v-2D-COF-NO1 >400 nm 1970 — 94

linked COFs via melt polycondensation in the presence of
benzoic anhydride as a catalyst.”® As a consequence, the best
HER performance of 13.1 mmol g~ ' h™' was exhibited by
NKCOF-113-M, whose space length between Bpy and TA ele-
ments was moderated (Fig. 5). Also, NKCOF-113-M attained an
apparent quantum yield of 56.2% at 475 nm, the second high-
est value compared to previously reported COF-based photo-
catalysts, only lower than that of CYANO-CON.*® These
experimental results could be explained by the longer excited
state lifespan and higher photocurrent of NK-COF-113-M.

(A) NH, NH,

TZTZ‘-ZBA

S N,
CHO©—<\ I \>—©CHO
N— ¢
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3.1.2 Functional group modified building blocks. Immo-
bilizing functional groups on the backbones of building units
enables the modulation of electron push—pull effect and narrowing
of the band gap, thus facilitating the separation and transfer of
photoinduced excitons. Hence, strong electron-absorbing groups
(like halogen atoms, heteroatomic atoms) and electron-donating
groups (like methyl, methoxy) are often adopted to modify COF
structures to boost photocatalytic HER.*™°

Halogen atoms as typical electron-absorbing groups
exhibit good electronegativity, which can regulate the localized
electron cloud density and delocalization of conjugated
building blocks and promote the separation transfer of elec-
trons to enhance HER ability. Chen et al. selected a benzothiadia-
zole (BT) acceptor as a qualifiable building block to fabricate
Py-XTP-BT-COFs (X = H, F, Cl) via chlorination and fluorination
(Fig. 6).”° The existence of F and Cl atoms not only improves
the charge separation efficiency between the skeletons, but also
reduces the activation energy of H, generation, resulting in
Py-CITP-BT-COF and Py-FTP-BT-COF revealed exciting HER rates
of 8875 umol ¢ * h™' and 2875 umol ¢~ * h™*, higher than that of
pristine Py-HTP-BT-COF. Moreover, Py-CITP-BT-COF exhibited an
apparent quantum efficiency (AQE) of 8.65% at 420 nm, which is
one of the highest values reported in COF photocatalysis.

Aside from halogen atoms, as a typical electron-absorbing
group, the presence of the cyano group on the backbone of the
building units also improves the separation and transfer of
photogenerated carriers and effectively reduces the energy
barrier for H, generation. For instance, Yang et al. incorporated
an appropriate D-A (B-ketene-cyano) pair into a COF nanosheet
(CYANO-CON) (Fig. 7A), which significantly prolonged the
charge carrier lifetime, resulting in a record-breaking AQE of
82.6% at 450 nm for hydrogen evolution and the topmost HER
activity of 2684 pumol h™" (Fig. 7B).*® Likewise, Chen et al.
obtained a cyano-functionalized COF (Tp-DBN) and a pristine
COF (Tp-PDA).”*

Compared to Tp-PDA, the cyano conjugation Tp-DBN
induced a stable photocatalytic H, evolution performance of
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Fig. 3 (A) Schematic description showing the fabrication of PEBP-COF and PETZ-COF. (B) Testing the cycling stability of PETZ-COF hydrogen
precipitation for more than 20 h. Reprinted with permission, copyright, 2022, Royal Society of Chemistry.>
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Fig. 4 (A) Schematic diagram of the fabrication of PyTz-COF. (B) Amount and rate of the hydrogen production of PyTz-COF. Reprinted with permission,

copyright, 2021, Wiley-VCH.>*

1.80 mmol g~' h™'. Furthermore, Lotsch and co-workers
synthesized four water and photostable 2D N,-COFs (X = 0, 1,
2 or 3) from hydrazine and triphenylarene aldehydes by doping
them with different quantities of nitrogen atoms.”* With an
increase in the nitrogen atom content in the skeleton, the
energy band narrows and the valence band becomes smaller,
increasing the efficiency of exciton separation. Correspondingly,
the hydrogen precipitation capacity was gradually boosted and
the N;-COF showed the best HER rate and AQE.

Different from electron acceptors, electron-donating groups
can reinforce the electron delocalization of COFs skeletons.
In order to investigate the impact of different substituents
and backbones on the H, production capability of COFs, the
Sun group successfully attached three different groups (H,
-(CH3),, -NO,) to the backbone of a B-ketoenamine-based COF
(TpPa-COF).”> The authors systematically investigated the dif-
ferences between these three COFs in terms of morphology,
electron transport and band gap, with the results showing that
TpPa-COF-(CH3), exhibited the best hydrogen evolution effect,
attributed to the methyl group in TpPa-COF-(CHj3), having the
most outstanding electron-donating ability.

NKCOF-AT3 M

3.1.3 m-Conjugation degree. A longer m-conjugation can
improve light absorption capacity and narrow the n-n* transition
of the band gap. This not only increases the photogenerated
electron cloud density, but also enhances the proton reduction
ability. Hence, adjusting the m-conjugation degree of building
blocks is a valid method by which to influence the photocatalytic
performance.® "%’

Jiang et al. presented four COFs (USTB-7, USTB-8, USTB-9
and USTB-10) with varying bandgaps (Fig. 8).5' In contrast to
USTB-7 and USTB-8, large conjugation groups conferred USTB-9
and USTB-10 with smaller band gaps. In particular, the 2D dual
porous framework of USTB-10 had the biggest pore size and
minimum band gap, which brought about the most remarkable
hydrogen production ability of 21.80 mmol g~ * h™" within a
5 h period. Two m-conjugated photoactive molecular chromo-
phore building blocks, BT and NT, were assembled for band gap
engineering. USTB-7 and USTB-8 with the BT chromophore
demonstrated a wide absorption peak before 450 nm and a
tail peak at =550 nm. USTB-9 and USTB-10 with the NT
chromophore showed a 100 nm red shift, resulting in smaller
band gaps. A reduction in band gap could help to increase the
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Fig. 5 Synthesis routes and chemical structures of NKCOF-112-M, NKCOF-113-M and NKCOF-114-M.5°
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Fig. 7 (A) Structure diagram and charge distribution of CYANO-COF. (B) Time course of the photocatalytic H, evolution performance of different COFs
and CONs. Reprinted with permission, copyright, 2022, Nature Publishing Group.®®

range of visible light to promote charge-carrier separation effi-
ciency. Benefiting from this, USTB-9 and USTB-10 attained super-
ior photocatalytic activity compared with USTB-7 and USTB-8.
Zhang et al. prepared two COFs, denoted COF-DFB and
COF-BPDA, with two similar building blocks via an aldol-type
polycondensation reaction.®” The HER experiment confirmed
that COF-BPDA exhibited a hydrogen generation rate of
3.23 mmol g * h™, almost 1.54 times greater than that of COF-
DFB (2.1 mmol g~ * h™"), due to the distinctly longer conjugation
length of COF-BPDA. Compared to COF-DFB, the conjugated
portion of the pyridine ring connected at an adjacent or para
position with a longer m-conjugation length endowed COF-BPDA
with longer wavelength absorption to improve photocatalytic
ability. Additionally, the same team further fabricated three
COFs (g-C4oN3-COF, g-C3;N3-COF, and g-C;3,N;-COF) with vary-
ing conjugation length from the same mesitylene-type mono-
mer with three different aldehydes that possessed similar
skeletons.®® These COFs revealed both hydrogen and oxygen
evolution capabilities. Because of excellent light-harvesting

7308 | Chem. Commun., 2023, 59, 7302-7320

characteristics, more electron-hole pairs were produced, which
made the optimal HER capability of g-C,,N;-COF reach a rate of
4.12 mmol g~" h™" with the help of a Pt co-catalyst, while the
OER rate of g-C,,N3-COF reached 50 pmol g ' h™" when using
3 wt% Co”* as the co-catalyst, AgNO; as the electron receptor
and La,0; as the pH buffer under visible-light illumination.

3.1.4 Defect engineering. Defect engineering can essen-
tially regulate the coordination condition of active sites and
optimize electronic structures to enhance catalytic properties.
Defect engineering strategies involve intrinsic defects (atomic
vacancies and active edges) and extrinsic defects (metal doping,
non-metal doping and hybrid doping). Intrinsic defects are
caused by incomplete structures of crystals themselves, while
extrinsic defects are caused by the doping of heteroatoms into
COFs. To date, tuning the hydrogen generation performance of
COF-based photocatalysts via a defect engineering strategy has
never been reported.

Li et al. fabricated TAPT-COF-X with different defect ratios
by adding a small amount of regulator to adjust charges and

This journal is © The Royal Society of Chemistry 2023
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band structures and generate active sites to promote photo-
catalytic hydrogen evolution.®® TAPT-COF-7 exhibited outstand-
ing photocatalytic capability, with a H, generation performance
of 33.91 mmol g~ ' h™" in the presence of 3 wt% platinum as the
co-catalyst and triethanolamine (TEOA) as the sacrificial agent,
due to its minimum conduction band minimum (CBM)
potential, which is the closest to the theoretical potential value
for hydrogen generation (Fig. 9). On the one hand, TAPT-COF-7
attained the lowest impedance value, which indicated that
structural defects enhanced the transfer of electrons. On the
other hand, the medium defect level gave the longest lifetime of
photogenerated electron-hole pairs for TAPT-COF-7, resulting
in higher charge separation efficiency and decreased recombi-
nation of photogenerated electrons-holes. These results evi-
denced that an optimal percentage of structural defects could
be introduced into COFs to improve catalytic performance.

3.1.5 Post-modification. Post-modification refers to
synthesized COFs being altered via post-reaction or functiona-
lization, by attaching different functional groups to their
pore surface, while maintaining their structural integrity and
properties. Post-modification has been shown to be an effective
approach for improving the physicochemical properties of
COFs.”"™

Electron transfer is a decisive step in the photocatalytic
decomposition of water. The layer-by-layer stacked structures
of COFs allow active sites to be deeply encapsulated and
severely restrict electrons transfer. There are several methods
used to enhance COF electron transfer ability: (1) extension of
electron delocalization through the design of building blocks
and stacked framework structures; (2) modifying substituents
and giving alternate connections to acceptor units to regulate
the electron push-pull effect; (3) enhancing the separation and
transfer of photogenerated electrons and holes by compounding

This journal is © The Royal Society of Chemistry 2023
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USTB-7, T=BT,n=1,USTB-8, T=BT,n=2
USTB-9, T=NT, n=1, USTB-10, T=NT, n=2

inorganic semiconductors, metal complexes or functional poly-
mers. The electron transfer medium (ETM) can maintain stable
electron transfer in the dynamic equilibrium of a chemical
reaction, thus improving reaction efficiency. Viologen and its
derivatives can act as ETMs with excellent electron donating-
accepting ability, where photogenerated electrons can be facili-
tated to active sites. Guo et al. integrated cyclic diquats, which
acted as electron-transfer mediators, into a 2,2’-bipyridine-
based COF via a post-quaternization reaction (Fig. 10).°° The
authors loaded the alkyl chains on two adjacent pyridine
nitrogen (from -(CH,),- to -(CH,)4-), quaternized with dibromo
alkanes into cyclic diquats, denoted Tp-nC/BPy**-COF (n = 2, 3, 4). In
comparison with original COFs, the quaternized Tp-2C/BPy”"-COF
demonstrated superior electron-transfer capability, resulting in an
outstanding hydrogen evolution activity of 34600 umol g * h™*
(involving 19.10 mol% 2C/BPy*").

Moreover, Wang et al. transformed a N-acylhydrazone-linked
COF (H-COF) into a stable and n-conjugated oxadiazole-linked
COF via the post-oxidative circularization of a reversible hydra-
zone linkage to produce an irreversible COF (ODA-COF)
(Fig. 11A).°" After the post-modification of H-COF, the ODA-COF
not only maintains its framework crystallinity and porosity, but its
chemical stability and m-electron delocalization were also
enhanced due to the presence of irreversible bonds, resulting in
a superior hydrogen evolution rate of 2615 umol g~* h™", which
was over four times faster than that of H-COF under the same
reaction conditions (Fig. 11B).

3.1.6 Isomer design. It has been found that isomeric
monomers can regulate band gap. Zhang et al. established
two new isomeric benzobisoxazole-based v-2D-COFs (v-2D-COF-
NO1 and v-2D-COF-NO2) with two-dimensional layer structures
and trans and cis configurations, respectively, via a solid-state
Aldol-type polycondensation reaction (Fig. 12A).°* As illustrated
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Fig. 9 Time course and HER rate of TAPT-COF-X. Reproduced with permission, copyright, 2021, Royal Society of Chemistry.®°

in Fig. 12B, v-2D-COF-NO1 and v-2D-COF-NO2 achieved conduc-
tion band (Ecg) values of —3.48 and —4.17 eV, respectively.
Compared to the standard potential of H'/H, (—4.44 eV), both
Ecp values were more negative, which theoretically endowed
v-2D-COFs with photocatalytic capability. Although v-2D-COF-
NO1 and v-2D-COF-NO2 comprised the same constituent ele-
ments and similar apertures, they had different properties.
With Pt as the co-catalyst, a hydrogen evolution activity of
1.97 mmol g~ ' h™" was exhibited by v-2D-COF-NO1, which was
more than twice that of v-2D-COF-NO2 (0.86 mmol g~' h™)
(Fig. 12C). This could be ascribed to the smaller band gap and
electron effective mass of v-2D-COF-NO1, demonstrating that
v-2D-COF-NO1 possessed outstanding m-conjugation, resulting
in more opportunities for charge carrier migration in the v-2D-
COF-NO1 in-plane conjugate structure. Moreover, charge carrier
complexation could be suppressed, thus facilitating the effective
separation of electron-hole pairs and the improvement in the
photocatalytic hydrogen precipitation performance.

3.2 Linkage pre-design

It is well known that linkage chemistry plays an important role in
chemical stability and electronic transfer in COFs. By choosing

Photosensizer =

~ Tp-BPyCOF

[ . T -

Fig. 10 Synthesis route of Tp-nC/BPy**-COF. Reprinted with permission,
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building blocks with similar skeleton structures as knots, but
with different linkages to investigate HER property is necessary
(Table 2).°>*” To this end, Yu and co-authors adopted triphe-
nylbenzene knots and phenyl linkers to explore the effect of
three structurally similar COFs with distinct linkages on the
photocatalytic hydrogen precipitation performance.”®> The
experiments revealed that the HER activity could be tuned with
the rate in the order of COF-olefin (2.33 mmol g~* h™") » COF-
imide (<40 pmol g ' h™") > COF-imine (<40 pmol g~* h™*).
Femtosecond transient absorption spectroscopy (Fs-TA) and
density functional theory calculations certified that the excellent
HER activity of the COF-alkene could be attributed to the cyano-
substituted alkene linkages endowing the COF-alkene with
strong electron absorption capability in the presence of sacrifi-
cial electron donors.

Moreover, the Cai group synthesized three types of COFs
(TTI-COF, TTV-COF and TTAN-COF) with identical triphenyl-
triazine building blocks via Schiff-base polycondensation,
HWE polycondensation and Knoevenagel polycondensation
reactions, respectively (Fig. 13).°® The group first applied the
TTV-COF synthesized via the HWE polycondensation reaction
to photocatalytic hydrogen generation and researched the

Tp-nC/BPy*-COF (n=213/4)

copyright, 2021, Wiley-VCH.%©
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Fig. 11 (A) Synthesis representation and chemical structure of H-COF and ODA-COF. (B) Time course of photocatalytic H, evolution capability for

H-COF and ODA-COF. Reprinted with permission, copyright, 2022, Wiley

influence of different linkages on the HER performance. When
Pt was chosen as the co-catalyst and triethanolamine (TEOA) as
the sacrificial electron donor (SED), TTV-COF attained a HER
activity of 116.58 pmol g ' h™'. Also, a HER activity of
5.50 mmol g ' h™' was achieved with the help of Pt as the
co-catalyst and ascorbic acid as the sacrificial electron donor
(SED). The reason for the large difference in the results between
these two experimental methods was the high oxidation
potential of TEOA. Unfortunately, the photocatalytic perfor-
mance of TTV-COF was not as good as that of TTAN-COF due
to the strong electron-absorbing ability of the cyanide group
endowing TTAN-COF with admirable chemical stability and
light photostability.

3.3 Bandgap engineering

The band gap determines the optical absorption performance
of the catalyst, which essentially determines the photocatalytic
hydrogen generation reaction ability. To achieve photocatalytic
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water decomposition, the following two points should be
satisfied: (1) the energy of the photons needs to be greater
than the band gap value for electrons to jump from the top of
the valence band to the bottom of the conduction band; (2) the
conduction band bottom of the photocatalysts should be more
negative than the reduction potential of H'/H,, while its valence
band top should be more positive than the oxidation potential
of 0,/H,0.

For photocatalytic hydrogen production, a suitable forbid-
den band width is extremely important. Firstly, the smaller the
band gap, the stronger the light absorption range, but this does
not necessarily enhance absorption ability. Secondly, the
reduction capacity of electrons and oxidation capacity of holes
will be weakened as the band gap becomes smaller, which is
not conducive to photocatalytic hydrogen evolution. Finally, the
smaller the band gap, the easier it is for electrons to return
from the excited state to the ground state. Similarly, the
compounding of photogenerated electron-holes increases
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NO2. (C) Time course of photocatalytic H, production activity for v-2D-COFNO1 and v-2D-COF-NO2. Reproduced with permission, copyright, 2022,

American Chemical Society.>*
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Table 2 Some of the COF-based photocatalysts for hydrogen evolution
synthesized via the linkage pre-design, bandgap engineering and crystal-
linity optimization methods in Sections 3.2, 3.3 and 3.4

COF-based
photocatalysts

Light HER

irradiation ~ (umol g ' h™') AQE (%) Ref.

COF-alkene >420 nm 2330 6.7 (420 nm) 95
TTAN-COF >420 nm 11940 — 96
PMDA-COF >420 nm 435.6 — 97
COF-OH-3 >420 nm 9890 0.15 (420 nm) 98
FL-CTF-2 >420 nm 1527 11.14 99
COF-JLU100 >420 nm 107 380 5.13 (450 nm) 100
BT-Pyguou 380-780 nm 11280 4.88 (420 nm) 101
FS-COF >420 nm 16 300 3.2 (420 nm) 102

sharply and charge separation efficiency decreases. For the
reasons above, COFs with a suitable band gap not only have
higher light absorption, but also endow the photogenerated
carriers with sufficient redox ability. Thus, it is necessary to
regulate the band gap to boost HER photocatalytic performance
(Table 2).°®*° Ning and co-workers discussed COF-OH-n (1 = 0-3,
the number of —OH groups) through regulating the number of
hydroxyl groups on the backbone of 1,3,5-triformylbenzene to
react with 2,4,6-tris(4-aminophenyl)-1,3,5-triazine (TAPT) by tun-
ing the band gaps via a proton tautomerization method.’®* When
the backbone of 1,3,5-triformylbenzene featured three hydroxyl
groups, the produced COF-OH-3 revealed the most suitable
band structure of 2.28 eV for hydrogen generation performance
and a corresponding HER rate of 9.89 mmol ¢ ' h™". Fan et al.
reported an intercalation and exfoliation strategy to establish
few-layer CTFs nanosheets when using H,SO, and (NH,),S,05 as
intercalant and mild oxidant, respectively.”® The improved HER
capability can mainly be ascribed to the narrower band gap of

NN
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exfoliated CTFs nanosheets compared with that of bulk CTFs,
with the AQE of FL-CTF-2 reaching 11.14%.

3.4 Crystallinity optimization

Optimizing the crystallinity of v-2D-COFs is a good way to boost
hydrogen generation ability (Table 2).'°°'°> When the crystal-
linity of COFs is higher, their specifications are more ordered
and photogenerated electrons are more readily transported.

As shown from Fig. 14A, Liu et al. announced that alkene-linked
COF-JLU100 could be tuned to have excellent crystallinity and
high surface area, as well as outstanding durability and carrier
mobility via a Cs,CO;-catalyzed Knoevenagel condensation reaction
combined with a gradient heating strategy."® Spectroscopy techni-
ques confirmed that the adoption of the gradient heating method
significantly enhanced the crystallinity of the framework compared
with the traditional process (120 °C for 72 h). The peaks in the
powder X-ray diffraction (PXRD) pattern of COF-JLU100 at 2.71°,
4.69°, 5.42° and 7.17° corresponded to 100, 110, 200 and 210 planes,
respectively (Fig. 14C). The broad peak at 25.41° was attributed to
the 001 plane and corresponded to an interlayer distance of 3.5 A
(Fig. 14B). As a result, owing to the unprecedented high crystal-
linity and the presence of a triazine moiety, COF-JLU100
demonstrated a surprising HER activity of 107.38 mmol g ' h™%,
exceeding the performance of all previously synthesized COF-based
photocatalysts.

During the crystallization of COFs, many factors affect the
crystallinity of COFs, with the nature of the solvent being the
most influential. Chou et al. prepared two types of benzothia-
diazole-based COFs with pyrene (Py) and carbazole (Cz) via
adopting three solvent combinations (mesitylene/1,4-dioxane,
o-dichlorobenzene/n-butanol, and o-dichlorobenzene/ethanol),
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to explore the influence on the crystallinity of COFs and how
crystallinity affects the rate of hydrogen precipitation.’® As a
result, with an increase in the solvent polarity, the COFs
crystallized more easily. When n-butanol and ethanol, two
highly polar solvents, were used, the corresponding HER rates
also increased.

3.5 Metal species utilization

Conventional metals show poor efficiency in photocatalytic
hydrogen evolution, with the disadvantages of being expensive
with poor recyclability, whereas COF-based photocatalysts do
not face these difficulties. COFs are composed of non-metallic
elements, leading to low photogenerated charge efficiency and
limited catalytic active sites. On the one hand, COFs with high
specific surface areas and high porosities allow them to act as
carriers for catalytically active metal nanoparticles. On the
other hand, COFs with extensible periodic structures also
reduce the aggregation of metal nanoparticles and have a large
number of catalytic sites. COFs are linked by covalent bonds
and are associated with sluggish kinetic reactions, but usually
interact with metal species to exhibit basic proton reduction
capability. Therefore, several attempts have been made to
enhance the photocatalytic capability by introducing metal
active centers into COF skeletons through coordination inter-
actions (Table 3).'%*'"”

Based on an aldol-amine condensation reaction between
1,3,5-triformylphloroglucinol (Tp) and 1,4-phenylenediamine
(Pa), a series of B-ketoenamine-linked COFs were constructed

This journal is © The Royal Society of Chemistry 2023

via introducing metal species. Recently, a chiral B-ketoen-
amine-linked COF was designed and prepared by Guo et al,
followed by atomically dispersed Cu(u) being incorporated to
form TpPa-Cu(u)-COF." The Cu ions acted as an electron
transport medium. When employing 1-/p-cysteine as the sacri-
ficial electron donor, the TpPa-Cu(u)-COF generated a flux of H,
gas of 14.72 mmol g * h™*, which was comparable to those of
abundant chiral COFs employing Pt as the co-catalyst. Moreover,
Long and co-workers synthesized two COFs by reacting Tp or
1,3,5-benzenetricarboxaldehyde (BT) with Pa to establish a metal
insulator semiconductor (MIS) photosystem via electrostatic self-
assembly of polyvinylpyrrolidone (PVP) insulator-capped Pt
nanoparticles (NPs), where first a charge tunnelling strategy
was invented to extract hot n-electrons from photoexcited COF
semiconductors for efficient hydrogen evolution."'* The MIS
photosystems showed 32-fold-enhanced carrier efficiency, and
a maximal H, evolution performance of 8.42 mmol g~ "h™" and a
turnover frequency of 789.5 h™" were attained.

Nitrogen atoms in bipyridine-based COFs can immobilize
various metal ions as catalytic centers to promote HER perfor-
mance. To this end, three metal 3D COFs, RuCOF-ETTA, RuCOF-
TPB and RuCOF-ETTBA, were investigated by Gu et al. through
integrating the photosensitive Ru(u) tris(2,2’-bipyridine) unit
into the COF skeleton (Fig. 15)."* In the presence of sacrificial
ascorbic acid and a Pt co-catalyst, hydrogen evolution rates of up
to 6429 pmol g~ h™" for RuCOF-ETTA, up to 14745 pmol g ' h™*
for RuCOF-ETTBA and a maximal hydrogen evolution rate of up to
20308 pmol g ' h™" for RUCOF-TPB were attained. RuCOF-TPB

Chem. Commun., 2023, 59, 7302-7320 | 7313
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Table 3 Some of the COF-based photocatalysts for hydrogen evolution prepared via the metal species utilization method in Section 3.5

COF-based photocatalysts Light irradiation HER (umol g ' h™) AQE (%) Ref.
TpPa-Cu(u)-COF >420 nm 14720 — 103
RuCOF-TPB >420 nm 20308 6.95 (420 nm) 104
ZnPor-DETH-COF >400 nm 413 0.32 (450 nm) 105
Co/Zn-Salen-COF >420 nm 1378 — 106
Cu-salphen-HDCOF-NSs >420 nm 36990 5.77 (420 nm) 107
TpPa-1-SNi-10 >420 nm 10870 — 108
Ni-COF-SCAU-1 >420 nm 197 460 43.2 (420 nm) 109
Pd,.033/TP-TTA/SiO, >420 nm 150 000 7.3 (420 nm) 110
Pt-PVP-TP-COF >420 nm 8420 0.4 (475 nm) 111
Zn-Por-TT COF >400 nm 8200 — 112
PY-DHBD-COF >420 nm 42432 8.4 (420 nm) 113
Py-1P-Ir 460 nm LED light 1358 — 114
Pt;@TpPa-1 >420 nm 719 0.38 (420 nm) 115
Ni(OH),-2.5%/TpPa-2 >420 nm 1895.99 — 116
N2-COF AM 1.5 782 0.16 (400 nm) 118
[Co-1b]-COF AM 1.5 163 — 119

showed excellent properties due to its wide light absorption range,
good charge-hole separation efficiency and high hydrophilicity.

Porphyrin molecules possess the advantages of good visible
light absorption and high modifiability; their photocatalytic
properties can be adjusted by central metal ion coordination.
As depicted in Fig. 16A, Wang et al. reported four porphyrinic
COFs (MPor-DETH-COF, M = H,, Co, Ni, Zn) by incorporating
different transition metals in them employing a Schiff-base
polycondensation reaction between porphyrinic aldehydes
p-MPor-CHO (M = H,, Co, Ni, Zn) and DETH.'®” As a result,
these four hydrazone-linked COFs demonstrated rationally regu-
lated hydrogen photoproduction in the order of CoPor-DETH-
COF (25 umol g~ ' h™") < H,Por-DETH-COF (80 pmol g~ " h™") <
NiPor-DETH-COF (211 pmol g ' h™') < ZnPor-DETH-COF
(413 pmol g~ * h™") (Fig. 16B).

In solar-driven water cracking to generate hydrogen, precious
metal platinum-based co-catalysts are often employed, making
it urgent to find a stable and economical alternative.’*®''° In
order to achieve this purpose, Lotsch et al. firstly applied chloro-
(pyridine)cobaloxime as a noble-metal-free molecule co-catalyst to
design an azinelinked N,-COF for photocatalytic hydrogen
generation."® A hydrogen production rate of 782 pmol g * h™*
was achieved in a mixture of water/acetonitrile. Additionally, the
same group constructed another hydrazone-based COF using the
same azide-functionalized chloro(pyridine)cobaloxime as a noble-
metal-free molecule co-catalyst for photocatalytic hydrogen
evolution."” During the photoreaction, the interaction between
the COF backbone and cobaloxime led to catalyst realignment,
which increased the reactivity and prevented the degradation of the
catalyst.

3.6 COF-based hybrids

It is well known that the vast majority of COFs have relatively
poor electrical conductivity, which easily leads to the recombi-
nation of electron-hole pairs. Thus, the introduction of other
semiconductors to form COF-based heterojunction hybrids
is an effective way to address this drawback (Table 4). The
heterogeneous hybrids not only inherit the advantages of
each component, but also acquire additional photochemical

7314 | Chem. Commun., 2023, 59, 7302-7320

properties due to the synergistic effect of two components.
Moreover, the difference in band gap creates a built-in electric
field between two semiconductors, leading to the migration of
photogenerated electrons and holes at the interface, where
electrons and holes undergo redox reactions in different parts of
the heterojunction hybrids. Recently, inorganic semiconductors
(MoS,, CdS, TiO,, etc.) and polymer materials (g-C3N,, MOF, etc.)
have been combined with COFs to advance HER performance.** %>

An organic/inorganic direct Z-scheme TpTAP/CdS was designed
by Li et al. via growing CdS nanosheets in situ on a COF surface
for photocatalytic hydrogen production (Fig. 17)."*° TpTAP/CdS
exhibited the most remarkable HER rate of 47.6 mmol g ' h™*
when TpTAP-COF and CdS were combined in a mass ratio of 5:4,
which was higher than those of pure TpTAP-COF and CdS.
Compared with TpTAP/CdS, the authors also explored the HER
rate of a heterojunction between TpTAP-COF and 0D particle-like
CdS, the results of which revealed that TpTAP/CdS demonstrated
better performance. It was observed that the interface between
TpTAP-COF and CdS was tightly connected, facilitating the transfer
of more photogenerated electrons and reducing the photocorrosion
of CdS. Zhang et al. established MoS,/TpPa-1-COF composites by
growing TpPa-1-COF in situ on an exfoliated MoS, dispersion
solution.””> When loaded with 3% wt MoS,, MoS,/TpPa-1-COF
exhibited a H, evolution rate of 5585 pmol g~ h™", which was
32-fold higher than that of pure TpPa-1-COF.

Black TiO,_, was selected to integrate with TpPa-1-COF to
synthesize S-scheme heterojunction hybrids (TiO,_,/TpPa-1-
COF) with oxygen defects.'®” Electron paramagnetic resonance
(EPR) experiments showed the charge process between TiO,_,
and TpPa-1-COF. When TiO,_,/TpPa-1-COF was irradiated with
visible light, both TiO,_, and TpPa-1-COF generated electrons
and holes on the conduction band (CB) and valence band (VB).
Then, the existence of TiO,_, oxygen defects easily trapped
electrons on the CB (—0.42 eV), and recombined with holes on
the VB (1.37 eV) of TpPa-1-COF. Consequently, more holes were
left on the VB (2.83 eV) of TiO,_, to participate in the oxidation
reaction, while more electrons were left on the CB (—0.72 eV) of
TpPa-1-COF. The H, evolution results of TiO,_,/TpPa-1-COF
(6:4) showed a performance of up to 15.33 mmol g * h™* and

This journal is © The Royal Society of Chemistry 2023
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Fig. 15 X-ray crystal structure of Ru(bpy-oEt)s(PFg), and synthetic route of Ru-COFs. Adapted with permission, copyright, 2022, Wiley-VC
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Fig. 16 (A) Schematic illustration for synthesizing MPor-DEPH-COF. (B) Time-dependent photocatalytic H, evolution activity of MPor-DEPH-COF.

Adapted with permission, copyright, 2021, Nature Publishing Group.1°®

the AQE reached 6.7% at 420 nm. Lan et al. fabricated BiFeO;@
TpPa-1-COF core-shell Z-scheme heterojunction hybrids via
covalent bonds by growing TpPa-1-COF on amino-function-
alized BiFeO; nanosheets for overall water splitting (Fig. 18).'**
The carrier separation and utilization efficiency were promoted
owing to the synergistic effect of the built-in electric field of
the BiFeO; nanosheets and rich active sites of TpPa-1-COF.
BiFeO;@TpPa-1-COF demonstrated HER and OER rates of
1416.4 and 708.2 pmol g~ * h™?, respectively.

MOFs, as a class of 2D organic polymers materials, can form
2D/2D heterojunctions with COFs because of their high specific
surface area, high porosity and structural modifiability, endowing
them with more contact area and a shorter transfer distance,

This journal is © The Royal Society of Chemistry 2023

favoring better charge mobility."**™*?® Covalently bonded MOF/
COF photocatalytic hydrogen production catalysts were designed
and constructed by Lan et al. via adopting a one-step method to
realize the hybridization of TpPa-1-COF with NH,-UiO-66
(Fig. 19)."** The hybrid material inherited the excellent visible
light absorption ability of TpPa-1-COF. The covalent bonding
between TpPa-1-COF and NH,-UiO-66 made the composite mate-
rial stronger and facilitated the transfer of photogenerated
electrons through the heterojunction interface. NH,-UiO-66/TpPa-
1-COF (4 : 6), with an exciting HER rate of 23.41 mmol g~ * h™*, was
found, which was approximately 20 times greater than that of TpPa-
1-COF alone. Likewise, Ma et al. also used a covalent linkage
strategy to synthesize a series of Ti-MOF/COF hybrid materials with

Chem. Commun., 2023, 59, 7302-7320 | 7315


https://doi.org/10.1039/d3cc01970e

Published on 12 Esusow Aketseaba-Ktnimba 2023. Downloaded on 2026/02/21 4:40:08 AM.

View Article Online

ChemComm Highlight
Table 4 Some of the COF-based photocatalysts for hydrogen evolution synthesized via the COF-based hybrids methods in Section 3.6
COF-based photocatalysts Light irradiation HER (umol g ' h™) AQE (%) Ref.
TpTAP/CdS >420 nm 47 600 25.23 (420 nm) 120
MoS,/TpPa-1-COF >420 nm 5585 0.76 (420 nm) 121
TiO,_,/TpPa-1-COF >420 nm 15330 6.7 (420 nm) 122
BiFeO;@TpPa-1-COF >420 nm 1416.4 0.77 (420 nm) 123
NH,-UiO-66/TpPa-1-COF >420 nm 23410 — 124
PATCPP c PCN-415(NH,)/TpPa >400 nm 13980 5.9 (515 nm) 125
MOF-808@TpPa-1-COF >420 nm 11880 10.23 (450 nm) 126
30%PEG@BT-COF >420 nm 11140 11.2 (420 nm) 129
Ni;,P5/TpPa-1-COF >420 nm 3160 — 134
ATNT-4 >420 nm 14228.1 9.75 (500 nm) 135
Cu,O/PyTTA-TPA >420 nm 12500 21.5 (450 nm) 140
[Mo03S13]*~ @ZnP-Pz-PEO-COF >420 nm 11000 5.7 (500 nm) 143
Mo3S,3@EB-COF >420 nm 13215 4.49 (475 nm) 145
O OH “
'
~0
HO OH
o’
CdS .
In-situ
. " DCB:n-BuOH (1:1 TPTAP-COF
N, SUCBREDELOCY el
N -N Pyrrolidine
Solvothermal, 120 °C, 3d
NH;

—

outstanding visible light response, appropriate band gap and
efficient charge separation for photocatalytic H, evolution.'*
During the photocatalytic process, after PATCPP — PCN-415(NH,)
captured light, the photoexcited electrons were transferred to
[TigZr,0,,(CO0)6] clusters by means of ligand-to-metal charge
transfer. Then, the LUMO of TpPa obtained the photoexcited

353
®_ o Solvothermal ‘ "~ APTES i
oo 180 °C, 48h
OFe OBi* @OH BiFeO3 APTES-BiFeO3
O OH NH,
Mesitylene, dioxane, AC S
s < F— ‘0 + One pot
1 8 —
HO OH
Jl O‘ N H2 -

TpPa-1-COF

TpTAP/CAS

Fig. 17 Schematic illustration for constructing direct Z-scheme TpTAP/CdS. Adapted with permission, copyright, 2023, Elsevier.**°

electrons via a covalent junction and further transfered to the Pt
NP surface, reducing H' to hydrogen. The photogenerated holes
in the HOMO of PdTCPP<PCN-415(NH,) were consumed by
ascorbic acid.

2-C;3N, is characterized by its low cost, simple preparation,
high nitrogen content, excellent stability and narrow band gap,

BiFeO3@TpPa-1-COF

Fig. 18 Schematic illustration for fabricating a BiFeOz@TpPa-1-COF core-shell Z-scheme heterojunction hybrid. Adapted with permission, copyright,

2022, Wiley-VCH.12*
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Fig. 19 Schematic illustration for designing an NH,-UiO-66/TpPa-1-COF hybrid material. Adapted with permission, copyright, 2018, Wiley-VCH 124

making it useful for hybridization with COFs. Wang et al.
reported a COF/g-C3;N, van der Waals heterojunction via an
ultrasonic strategy.'*" With an increase in COF content, the
COF/g-C3N, heterojunction showed a significant red-shifting of
the absorption band according to UV-vis diffuse reflectance
spectroscopy, which demonstrated the enhanced photoresponse
of the composite. The steady-state photoluminescence (PL)
spectroscopy intensity of the COF/g-C3N, heterojunction was
lower than that of bare g-C;N,, further evidencing that the COF/
2-C3N, heterojunction exhibits a reduced electron-hole complexa-
tion rate. Excessive COF loading weakened the light absorption
ability of g-C;N, and reduced the number of catalytic active sites.
When loading 12 wt% COF, the COF/g-C;N, heterojunction
indicated the best HER rate of 449.64 umol h™*, which was five-
fold that of pure g-C;N,. Yan and co-workers modified g-C;N,
with a B-ketoenamine-linked COF as a hybrid material for H,
photogeneration.”®® When 2 wt% Pt and triethanolamine were
used as a co-catalyst and sacrificial agent, a H, performance of
10.1 mmol g ' h™" and AQE of 20.7% at 425 nm were attained.

5 Conclusions and outlook

In summary, compared with traditional inorganic semiconductors,
COFs as a novel class of crystalline porous polymers have
enormous potential for applications in the domain of photo-
catalysis due to their particular preponderances, and they can
replace inorganic semiconductors to a certain extent. So far, in
the domain of photocatalysis, COF materials have been applied
in hydrogen generation, oxygen production, carbon dioxide
reduction, organic reaction conversion and pollutant degrada-
tion. It is well known that COF-based photocatalytic hydrogen
generation consists of three stages: light absorption, photo-
excited charge carrier separation/transfer and surface redox
reaction. In terms of whether these three processes can
be performed, in this review, we mainly focused on linkage

This journal is © The Royal Society of Chemistry 2023

chemistry and proposing various strategies for boosting H,
photoproduction performance.

Despite significant progress having been made in COF-
based hydrogen photogeneration reactions, some matters still
need to be urgently addressed. For instance, (1) most COFs
display partially crystalline and they are polycrystals rather than
single crystals, which somewhat reduces their photocatalytic
activity. The discovery of single-crystal COFs is in the preliminary
stages and a few synthetic methods have been discussed."**">
(2) Compared with the results achieved by 2D COFs in photo-
catalytic hydrogen precipitation, 3D COFs have been poorly
explored. (3) Photocatalytic total hydrolysis for simultaneous
hydrogen and oxygen evolution remains in its infancy. (4) More
novel co-catalysts need to be prepared to replace expensive
platinum. (5) The splendid activity of COF-based photocatalysts
needs to be further exploited for the HER in the absence of Pt co-
catalysts and sacrificial agents. (6) In addition to the HER rate,
investigating the long-term stability of COF-based photocatalysts
is also crucial. (7) Currently, the monomers for synthesizing
COFs are relatively expensive and economically inefficient and
remain in the laboratory research phase, making them arduous
to manufacture in industrial production.

There is no denying the above drawbacks of COFs in this
field. The following are some of the avenues that can be
executed in the future. (1) Reasonable establishment of novel
COFs with outstanding efficiency and stability is necessary.
Chemistry and structure-function relationships can be under-
stood more expressly from single crystals. The improvement of
simpler and more general methods by which to synthesize stable
single-crystal COFs is essential. The remarkable properties of
triazine and bipyridine units in the field of COF-based photo-
catalytic hydrogen evolution have been testified in the available
reports. Hence, establishing COF-based photocatalysts with a
wider solar response range as well as strong electron delocaliza-
tion is necessary. In addition, innovating novel linkages, especially
olefin-linked COFs based on the Knoevenagel polycondensation
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reaction, holds great potential. (2) Optimizing of synthesis routes.
There are six strategies by which to construct COFs, including
solvothermal,’>*™**> microwave,"”***® jonothermal,"****' room-
temperature solution,'®>™®* mechanochemical,'®>™®” and inter-
facial methods.'®®"7° The reaction temperature of ionothermal
methods is too high and they are merely employed for estab-
lishing triazine-based COFs. Microwave methods require polar
solvents to achieve better heating. Room-temperature solution,
mechanochemical and interfacial methods are not appropriate
to achieve a condensation reaction between the majority
organic building blocks. Solvothermal methods are the most
broadly employed means for constructing COFs. However, the
rigorous conditions, such as a long reaction time and high
temperature and pressure, restrict the use of such methods in
commercial settings. Therefore, for COF-based photocatalytic
hydrogen production, more efforts are imminently required to
perform low-cost, short duration, simple reactions under mild
conditions.

We believe this review will inspire interesting novel designs
for the establishment of more efficient COF-based photocatalysts
and that fundamental scientific knowledge will drive forward
this new industry.
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