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oxyhydroxide catalysts for an enhanced OER
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Understanding water splitting in pH-neutral media has important implications for hydrogen production
from seawater. Despite their significance, electrochemical water oxidation and reduction in neutral elec-
trolytes still face great challenges. This study focuses on designing efficient electrocatalysts capable of
promoting the oxygen evolution reaction (OER) in neutral media by incorporating high-valence elements
into transition-metal hydroxides. The as-prepared and optimized two-dimensional Mo-Co(OH),
nanosheets, which undergo operando transformation into oxyhydroxide active species, demonstrated an
overpotential of 550 mV at 10 mA cm™2 with a Tafel slope of 110.1 mV dec™t in 0.5 M KHCOs. In situ X-ray
absorption spectroscopy revealed that the incorporation of high-valence elements facilitates the gene-
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ration of CoOOH active sites at low potential and enhances electron transfer kinetics by altering the elec-
tronic environment of the Co center. This study offers new insights for developing more efficient OER
electrocatalysts and provides fresh ideas for seawater utilization through the study of the reaction mecha-

rsc.li/nanoscale nism of the near-neutral-pH OER.
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1. Introduction

Water splitting plays an important role in generating green
hydrogen as a CO,-free sustainable fuel that can transform the
global energy architecture in the context of a low-carbon
economy.' ™ Electricity-driven water splitting is regarded as an
optimal process for hydrogen energy production owing to its
minimal environmental impact and lack of significant require-
ments for large-scale, high-risk equipment. Electrolysis of
water involves two concurrent semi-reactions: the hydrogen
evolution reaction (HER) involving the reduction of water at
the cathode and the oxygen evolution reaction (OER) involving
the oxidation of water at the anode.*” However, the slow reac-
tion kinetics of the four-electron transfer mechanism of the
OER, as opposed to the two-electron transfer of the HER,
limits the wide application of water electrolysis.® Transition-
metal oxides (TMOs) and their hydroxides have been widely
studied as catalytic materials to improve OER performance
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owing to the advantages of their lower cost than noble metals,
magnificent conductivity and stability. For example, Hao et al.
studied the OER mechanism on NiFe oxyhydroxides using a
molecular probe and demonstrated that the chemical O-O
coupling step serves as the rate-determining step.” Yang et al.
developed a novel Co-based NiCoFe LDH, which exhibited
excellent OER performance with an overpotential of 233 mV.®
Subsequently, Vo et al. reported a transition-metal-based
material, namely Ni-Fe hybrid films, which reached a low over-
potential of 316 mV at a current density of 10 mA cm >°
McCrory et al. reported the benchmarking protocol of TMO
catalysts using CoO,, CoPi, CoFeO,, NiO,, and NiCeO,, which
showed high OER performance in alkaline solutions with over-
potentials between 0.35 and 0.43 V."°

Further, to improve the intrinsic activity of transition metal-
based catalysts (TMCs), doping high-valence metals (HVMs)
into TMCs appears as an effective approach allowing control
over the local electronic structure and improving the oxidation
states of the catalytic active centers of the TMCs."" Meanwhile,
HVMs also synergize with TMCs and participate in the OER
reaction as dual active sites. For example, Li et al. demon-
strated that the Ce-induced reinforcement of Co-O covalencies
led to a remarkable enhancement in the OER performance,
achieving an ultra-low overpotential of 261 mV in 0.1 M
KOH."> Meanwhile, Zhao et al. observed a dual-phase struc-
tural transition in bimetallic NiCo-based nanocrystals during

This journal is © The Royal Society of Chemistry 2024
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the OER process, resulting in abundant oxygen vacancies and
high oxidation states, which accounted for the high OER
activity.'® Tang et al. observed the potential-dependent for-
mation of OOH* intermediates at chromium (Cr) sites by con-
fining high-valence Cr into a Co oxyhydroxide lattice.'*
Moreover, molybdenum (Mo) played a similar role to Cr, as
observed in Mo-CoOOH nanoframes, which exhibited the
lowest overpotential of 400 mV and high durability for over
120 hours.” These reports indicate that high-valence metals
can adjust the microstructure and electronic configuration of
transition metals when HVMs are embedded into the TMC
crystal lattice. Additionally, high-valence metals can also serve
as adsorption sites for oxygen-containing intermediates, such
as *OOH, *O, and *OH, thereby further improving the catalytic
activity of OER. However, the application of HVMs to enhance
TMC catalysts with high intrinsic activity in near-neutral-pH
OER has rarely been reported.

Recently, OER in pH-neutral electrolytes has received
growing attention.'®® One perspective is that neutral dielec-
trics are necessary for microbial electrocatalysis systems
because most microorganisms can only survive under near-
neutral pH conditions."® Unlike strong acid and alkali solu-
tions, neutral conditions are more environmentally friendly
and sustainable. However, despite the environmental advan-
tages, there are challenges associated with OER in near-
neutral-pH electrolytes. The low solubility of reactants in the
neutral electrolyte limits the OER reaction kinetics, which
poses a hurdle to achieving efficient OER.*>° Additionally, the
overall reaction pathway for OER in alkaline and neutral solu-
tions differs, indicating potentially different rate-determining
steps.”" Even though the OER pathways in alkaline media (eqn
(1)) and neutral media (eqn (2)) are well-established, various
perspectives exist in the literature regarding the rate-demining
steps. For example, Niu et al. reported that the formation of
OOH* is the rate-determining step, which is accelerated by
weakening the adsorption of O on RuO,/(Co, Mn);0,.>* In par-
allel, Zhong et al. explored O, production over a cobalt catalyst,
revealing that the turnover-limiting chemical step was pre-
ceded by a one-electron, one-proton equilibrium in the pH 7.0
electrolyte.>® Therefore, understanding the OER reaction
mechanism under neutral conditions is important for design-
ing catalysts.>* Additionally, there is also a pressing need to
design an efficient HVO-enhanced TMC with high intrinsic
activity under pH-neutral and understand its reaction mecha-
nism in near-neutral-pH media to unlock its full potential in
sustainable energy applications using seawater.

*+ 40H™ — 2H,0 + O, + 4e” (1)

* +2H,0 — 4H' + 0, +4e” (2)

where * denotes the active sites on the catalytic surface.

In this work, a series of high-valence metal elements,
including Cr (+6), Mo (+6), and W (+6), were used to modify
layered Co(OH),, and the OER activity of these catalysts in
near-neutral-pH media was investigated. The optimized two-
dimensional Mo-Co(OH), nanosheets were utilized as the
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model catalyst to investigate the underlying contributions of
the high-valence elements incorporated into Co(OH), through
in situ X-ray absorption analysis and DFT theoretical simu-
lation. The results indicate that the incorporation of Mo bene-
ficially modulated the electronic structure of the Co metal
hydroxides, facilitating the operando formation of CoOOH as
the active species in the OER process. Moreover, compared
with Co(OH),, the Co-O bond length was shortened in Mo-Co
(OH),, promoting deprotonation and increasing the valence of
Co. This study elucidates the dynamic evolution of active sites
and offers guidance for boosting OER performance by incor-
porating appropriate high-valence metals into transition-metal
hydroxides.

2. Experimental section
2.1 Chemicals

Sodium molybdate dihydrate (Na,Mo0O,-2H,0), potassium
dichromate  (K,Cr,0O;), sodium tungstate dihydrate
(Nay,WO,-2H,0), cobalt nitrate hexahydrate (CoN,O46H,0),
potassium bicarbonate (KHCO;), 2-methylimidazide (MIM)
and Nafion (20 wt%) were bought from Sigma Aldrich.
Hexadecyltrimethylammonium bromide (CTAB) was purchased
from Alfa Aesar. Ethanol purchased from VWR
CHEMICALS.

was

2.2 Synthesis of 2D nanosheets

Two-dimensional (2D) high-valence-metal-modified Co(OH),
nanosheets were synthesized using zeolitic imidazolate frame-
works (ZIF67) as the cobalt precursor.'” In brief, 236 mg of
CoN,04'6H,0 and 6.4 mg of CTAB were fully dissolved in 8 mL
of deionized water. Subsequently, the solution was swiftly
added to 56 mL of an aqueous MIM solution (3 g) and stirred
at ambient temperature for 20 minutes to yield ZIF-67. The
centrifuged solid ZIF-67 product was dispersed in ethanol, fol-
lowed by the addition of an aqueous Na,MoO, (280 mg) solu-
tion as the Mo source. Thereafter, the mixtures were refluxed
at 85 °C for 2 h in an oil bath. Centrifugal separation was used
to collect the formed Mo-Co(OH), and dried at 60 °C after
washing several times with ethanol. The synthetic procedure of
W-Co(OH), and Cr-Co(OH), was similar to that of Mo-Co
(OH),, except that Na,WO, (272 mg) and KCrO, (160 mg) were
used instead of Na,MoQO,.

2.3 Characterization of 2D nanosheets

The crystalline structure of all samples was determined using
Powder X-ray diffraction (XRD) analysis conducted on a Bruker
D8 Advance X-ray diffractometer using Cu-Ko radiation (4 =
1.54178 A) and Bragg-Brentano geometry in the 26 range of
5-85°. Elemental composition analysis was conducted via
inductively coupled plasma-optical emission spectroscopy
(ICP-OES) by employing an Agilent VISTA-MPX instrument.
X-ray photoelectron spectroscopy equipped with an Mg-Ka
source (XPS, XSAMS800 XPS) was executed to analyze the oxi-
dation state of the Co species, and all data were calibrated
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using the 284.8 eV peak of carbon 1s peak. The cubic mor-
phology of ZIF-67 and sheet morphology of the prepared
samples were evaluated by field-emission scanning electron
microscopy (FESEM) using a JSM-6700F instrument. High-
resolution transmission electron microscopy coupled with
energy-dispersive X-ray spectroscopy (HRTEM/EDX JEM-2100F,
200 kV) was employed for examining the lattice structures and
elemental mappings of all samples. The specific surface area
of the prepared samples was determined via N, adsorption/de-
sorption isotherms, which were calculated using the
Brunauer-Emmett-Teller equation (Micromeritics BET ASAP
2420). The X-ray absorption near-edge structure (XANES) and
extended X-ray absorption fine structure (EXAFS) analyses of
the Co K-edge in the samples were conducted in the trans-
mission mode at the XAFCA beamline of the Singapore
Synchrotron Light Source (SSLS). The SSLS storage ring was
operated at E = 700 MeV and I,.x = 200 mA. Additionally,
energy calibration was achieved using a Co foil as the
reference.

2.4 In situ X-ray absorption spectroscopy (XAS)

The in situ Co K-edge XAS of Co(OH), and Mo-Co(OH), was
performed at the XAFCA beamline of SSLS in the fluorescence
mode. Briefly, the in situ spectroscopic experiments were con-
ducted using a three-electrode electrochemical Teflon cell
operating under a sensitive fluorescence mode. A carbon paper
bearing catalyst droplets was affixed to the cell, which featured
Ag/AgCl (saturated KCl solution) and a Pt wire as the reference
and counter electrodes, respectively. A 0.5 M KHCO; solution
was filled in the cell as the electrolyte. During the in situ
measurements, a range of potentials was applied to the
working electrode, which was linked to an electrochemical
workstation (Corr Test).

2.5 Oxygen evolution reaction measurements

The OER electrochemical tests were performed using an
electrochemical workstation (CHI 760E) in which a 0.5 M
KHCO; solution (pH = 8.5) served as the electrolyte, a Pt mesh
was employed as the counter electrode, and Ag/AgCl (saturated
KCl solution, Eryg = Eagiagct + 0.059 x pH + 0.197) was used as
the reference electrode. The working electrode made of glassy
carbon with a geometric area of 0.196 cm® was loaded with
various catalysts. Normally, to achieve a uniform ink, 2 mg of
the electrocatalyst and 6.25 pL of Nafion were added to 1 mL
of ethanol, followed by ultrasonic dispersion. Subsequently,
20 pL of the ink was deposited onto the surface of a glassy
carbon electrode by drop-casting and dried under an infrared
lamp. The electrochemical measurements were performed
using a rotating disk electrode (RDE) at 25 °C, a scan rate of
5 mV s~ " and 1600 rpm. Prior to the linear sweep voltammetry
(LSV) test, the catalysts underwent repeated sweeps from 1.2 V
to 1.9 V (vs. RHE) in a 0.5 M KHCO; solution until a stable vol-
tammogram curve was achieved.

The OER performance was investigated based on LSV
curves, which were obtained by using automatic iR (i, current;
R, resistance) correction (100%) on the workstation.
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Electrochemical impedance spectroscopy (EIS) was conducted
in a frequency range spanning from 100000 Hz to 0.01 Hz
while maintaining a potential of 1.8 V (vs. RHE). The double-
layer capacitance (Cq4;) was calculated using cyclic voltammetry
(CV) under different scan rates from 5 to 25 mV s . In the
stability test of Co(OH), and Mo-Co(OH), using chronoam-
perometry, the potential was maintained at 10 mA cm™>, as

determined from the LSV profile.

2.6 Theoretical simulations

Theoretical simulations were conducted using density-func-
tional theory (DFT) analysis. Spin-polarized calculations were
executed using version 6.4.2 of the Vienna Ab initio Simulation
Package (VASP) by employing projector-augmented-wave
pseudopotentials.>®>® The Perdew-Burke-Ernzerhof general-
ized gradient approximation functional was selected as the
density functional theory (DFT) functional. The high precision
mode (PREC = accurate) was utilized with a plane-wave energy
cut-off of 800 eV and an augmentation charge cut-off of 1000
eV. The convergence criterion for electronic energy was set to
107% eV. A Gaussian smearing of 0.05 width was applied in
self-consistent field calculations. Brillouin zone integration
was achieved by sampling a Gamma-centered k-point mesh
with a spacing of 0.5 A™!, which was generated automatically
using the “KSPACING” keyword. Dispersion interactions were
considered using the D3 method with Becke-Johnson
damping.*® For ionic relaxation, the magnitude of all the
forces acting on all atoms is less than 0.01 eV A™*. Numerical
integration was done via the finite differences approach. The
width of displacement of each ion was set to 0.01 A.
Thermochemical corrections with the Gibbs free energy were
calculated using VASPKIT.*°

3. Results and discussion

3.1 Synthesis and characterization of two-dimensional (2D)
HVM-modified Co(OH), nanosheets

2D nanosheets of high-valence-metal-modified Co(OH), were
synthesized by introducing HVMs into cobalt hydroxides by
using ZIF-67 cubes as the growth template. With the addition
of a Mo source into the ZIF-67 dispersion, subsequent heating
and refluxing, the ZIF-67 cube was transformed into Co(OH),
double-layered hydroxides. Concurrently, MoO,>~ intercalated
between the layers of Co(OH),, resulting in the formation of
nanosheets denoted as Mo-Co(OH),. Similarly, Cr-Co(OH),
and W-Co(OH), were prepared using a Cr source and a W
source instead of Mo, respectively. Fig. 1(a) shows the SEM
images of ZIF-67, revealing their nanocubic morphology with
an average size of 300 nm. The XRD pattern of ZIF-67 is indi-
cated in Fig. 1(b), with peaks at 260 values 7°, 10.2°, 12.5°,
34.5°, 14.5°, 16°, 18°, 22°, 24.3°, 26.5°, corresponding to the
ZIF-67 planes (011), (002), (112), (022), (013), (222), (114),
(223), and (134), respectively. The XRD pattern of HVM-Co
(OH), 2D nanosheets is shown in Fig. 1(c), and all significant
peaks correspond to a-Co(OH),, which has a larger distance

This journal is © The Royal Society of Chemistry 2024
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(@) SEM image and (b) XRD pattern of the ZIF-67 template. (c) XRD patterns of Mo—Co(OH),, Cr—Co(OH), and W-Co(OH),. (d—f) TEM images

of Mo—Co(OH),, Cr—Co(OH), and W—Co(OH), 2D nanosheets. (g) TEM mapping images of Mo—Co(OH),. (h) High-resolution TEM (HRTEM) image of
Mo-Co(OH), and (i) selected-area electron diffraction pattern of Mo—Co(OH),.

between layers than that in p-Co(OH),. The larger layer spacing
enables convenient mass transfer and HVM ion insertion.*"
The 26 peaks at 11.6°, 23.2°, 33.5°, 34.5°, and 60° correspond
to the (003), (006), (012), (100), and (110) planes of cobalt
hydroxides (JCPDS no. 46-0605).>> There was no striking dis-
tinction in the crystal structure with the introduction of
different high valence metals, which demonstrates the preser-
vation of the a-Co(OH), structure. Fig. 1(d)-(f) displays the
nanosheet-shaped morphology of Mo-Co(OH),, Cr-Co(OH),,
and W-Co(OH),, respectively, as observed via high-resolution
TEM (HRTEM). No separate particles of HVMs were observed,
further suggesting the preservation of the original structure of
a-Co(OH),. The results also illustrate the versatility and wide
applicability of the synthetic method due to its simplicity. The
elemental mapping is depicted in Fig. 1(g), and Fig. S2+ illus-

This journal is © The Royal Society of Chemistry 2024

trates that Co and Mo (or Cr or W) elements were evenly dis-
persed on the nanosheets, proposing the successful incorpor-
ation of HVMs into Co(OH)j.

Measured from the HRTEM image of Mo-Co(OH), (Fig. 1h),
the lattice spacing of 0.25 nm reveals the existence of the (110)
plane of crystalline Co(OH),. Additionally, the selected area
electron diffraction pattern depicted in Fig. 1(i) shows a good
polycrystalline structure, with the (006), (100), and (110) diffr-
action planes of Co(OH), aligning closely with those observed
in the XRD pattern.>® The specific surface areas of Mo-Co
(OH),, Cr-Co(OH), and W-Co(OH),, as measured using the N,
adsorption/desorption isotherms (Fig. S31), were 137.1 m* g™,
234.8 m* g', and 172.1 m” g, respectively, implying that cat-
alysts with high specific surface areas could be effectively
obtained through the simple hydrolysis method.

Nanoscale, 2024, 16,12482-12491 | 12485
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3.2 Electrocatalytic oxygen evolution performance of HVM-
modified Co(OH),

The OER performance was investigated using LSV in a 0.5 M
KHCO; solution (pH 8.5). Fig. 2(a) shows that the electro-
catalytic ability of HVM-modified Co(OH), is significantly
superior to that of unmodified Co(OH),, indicating the enhan-
cing effect of HVM on the OER. Among the samples tested,
Mo-Co(OH), emerged as the most effective OER catalyst, exhi-
biting the highest current density at a given overpotential.
Specifically, to achieve a current density of 10 mA cm™>, Mo-
Co(OH), gave an overpotential of 550 mV. This value is notably
lower compared with Cr-Co(OH), (570 mV) and W-Co(OH),
(640 mV). Except for the pure Co(OH), sample, the anodic
wave corresponding to the transformation of Co(OH), to
CoOOH at the activity sites during the OER reaction was
clearly observed in the LSV curve.***> The introduction of
HVMs allowed the generation of CoOOH at a lower voltage.
The results demonstrate that HVMs promote charge transfer,
thereby facilitating the efficient removal of protons in the
initial step of the OER process because of the strong covalency
of the M-O interaction.®® It is noteworthy that the excessively
strong electronic interaction between the HVM and Co could
impede the oxidation of Co>" to a certain extent, as evidenced
by the positive shift in the anodic wave of Co®*/Co>" from Cr-
Co(OH), to W-Co(OH),. In general, the electrocatalytic ability
of Co(OH), was promoted by the incorporation of HVMs.
Electrochemical Impedance Spectroscopy (EIS) was carried
out to investigate the charge-transfer processes and electrode
kinetics. The corresponding Nyquist plots are depicted in

View Article Online
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Fig. 2(b), with the inset showcasing the equivalent circuit used
for the analysis. The solution resistance (R,), which includes
the electrode resistance, of the as-prepared catalysts were close
to each other, implying the similar conductivity of Mo-Co
(OH),, Cr-Co(OH), and W-Co(OH),. The fitted charge transfer
resistances (R.;) were 118.96 Q for Mo-Co(OH),, 112.61 Q for
Cr-Co(OH),, and 136.2 Q for W-Co(OH),, which are lower
than that of Co(OH), (389 Q). This suggests that compared
with pure Co(OH),, the incorporation of high-valence elements
into Co(OH), resulted in faster electron transfer kinetics. The
optimized electronic structure and charge conductivity benefit
the enhancement of OER performance.?” As seen in Fig. 2(c),
the Tafel slope value of Mo-Co(OH), was 110.1 mV dec ',
demonstrating faster kinetics in Mo-Co(OH), than Cr-Co
(OH), (135.0 mV dec™ '), W-Co(OH), (214.2 mV dec ') and Co
(OH), (228.2 mV dec™"). The electrochemically active surface
area (ECSA) was calculated using eqn (3) for all samples; the
double-layer capacitance (Cq;) was acquired from cyclic voltam-
metry (CV) tests at different scan rates (Fig. S41), and the
specific capacitance (C;) was 40 pF cm™2.3%39

ECsA — Sd 3)
Cs

As shown in Fig. 2(d), there were distinct differences
between different catalysts; the Cgq of Cr-Co(OH), was the
maximum at 11.2 mF cm™> compared with 6.3 mF cm™> of
Mo-Co(OH), and 5.9 mF cm > of W-Co(OH),. The results
propose that all HVM-modified Co(OH), could provide more
active sites and possess higher ECSA (Table S1t). As shown in

(a) (b) (c)
2 150
L Mo-Co(OH), === Cr-Co(OH), —=— CO(OH), s cres o v Co(OH),
W-Co(OH
5 ~——W-Co(OH), ——Co(OH), —+—W-Co(OH), 4 T sl 2 OO
< —— Cr-Co(OH), © ® Mo-Co(OH), T
£ 41004 —=—Mo-Co(OH) ‘ ® Cr-Co(OH),
- Co(OH) —a- COOOH - : g )
2 £ > 214.2mV dec
a = piet
s e S 171 110.1 mV dec’
(=] . 504 e
- N @ ,
€ 3 135.0 mV dec
e o
=
=
o e 0 16— . : : v
12 13 14 15 16 1.7 18 19 50 100 150 200 0.0 0.2 0.4 06 0.8
-2
Potential (V vs. RHE) Z' (ohm) log() (mA cm”)
(d) (e) (f)
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® Cr-Co(OH) 11.2mF cm’ s <«—— ECSA normalized activity - 10 mA cm?
034 ®  Mo-Co(OH) £ 40 Mass normalized activity ——o. : R AL L S —
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~ o 155 g
= 04, L o5 ;: s v Co(OH),
L ki a Zxo] * W<Co(OH),
8 & l ] ¢ Cr-Co(OH),
b - 0.03mFcm” 0.0 Jo * Mo-Co(OH),
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Fig. 2 (a) iR-corrected polarization curves of HYM-modified Co(OH), during the OER. (b) Nyquist plots of the catalysts, and the inset shows the

equivalent circuit mode. (c) Tafel plots of the different catalysts. (d) Double-layer capacitance plots of the different catalysts. (e) Specific activity nor-
malized to ECSA and mass and (f) stability test of Co(OH), and HVYM-modified Co(OH), under 10 mA cm™2.
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Fig. 2(e), the ECSA-normalized activity and mass-normalized
activity revealed that Mo-Co(OH), had the greatest specific
activity. Stability testing at 10 mA cm™ is depicted in Fig. 2f.
There was no significant decrease in the activity of Co(OH),
and all HVM-modified Co(OH), samples within 24 hours.
Among them, Mo-Co(OH), presented the lowest overpotential
of 390 mV at a current density of 10 mA cm™>. Therefore, Mo-
Co(OH), was chosen as the representative HVM-enhanced
cobalt oxyhydroxide to investigate the microstructures and
understand the catalytic mechanism in the following
experiments.

3.3 Surface chemistry and local environment of the Mo-
CoOOH nanosheets

The element valence and chemical content of Mo-Co(OH),
and Co(OH), were analyzed using X-ray photoelectron spec-
troscopy (XPS). As shown in Fig. 3(a), the fitted peaks at 781.4
eV and 796.9 eV correspond to the 2p;/, and 2p,,, orbitals of

View Article Online
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Co?"; there was no distinct difference in the Co chemical state
between pristine and HVM-modified Co(OH),.*° However,
compared with pristine Mo-Co(OH),, the binding energy of
Co>" was shifted to a higher potential by around 0.4 eV after
OER, and remained at 780.35 eV and 795.8 eV corresponding
to the 2ps/, and 2p,,, orbitals of Co®" in Mo-Co(OH), after the
OER process. These results suggest that high-valence Mo can
promote the oxidation of the Co species due to a strong
covalent interaction between Mo and Co.*' The XPS peak-
fitting analysis substantiated the Mo-facilitated increase in the
valence state of the Co species, thereby promoting the for-
mation of COOOH as active sites for OER at a relatively lower
potential. This result is consistent with the observed OER per-
formance (Fig. 2). The electronic environment of the catalytic
active center is optimized by the introduced HVMs, thus
improving the intrinsic activity of the cobalt-based catalysts. As
shown in Fig. S6,f the 2D nanosheet morphology of HVM-
modified Co(OH), was well-maintained after the OER process.

(a) (b) —— Co foil
1.54 Mo-Co(OH),
Co(OH),
= 1.04
Co(OH), o=
~N L
=
= 0.5 /1
0.5
_—
=. 0.04 i 7716 7720
m L] - L) L - v L
~; Co(OH), After OER 7700 7720 7740 7760 7780
= Energy (eV)
c (c)
Q
)
= Co(OH),
Mo-Co(OH),
Co-Co Co Foil *0.5
— Co(OH), Fit
5 L] Mt:)-Ct:)(OH)2 Fit
= -
~ ® Co Foil Fit*0.5
X Co-0 | $co-colCo-Mo
= n
- /
)
]
Mo-Co(OH), After OER
805 800 795 790 785 780 775
Binding Energy (eV)
Fig. 3 (a) Co 2p XPS absorption spectra of Mo—Co(OH), and Co(OH),, (b) Co K-edge XAFS absorption spectra of Mo—Co(OH),, Co(OH), and Co foil

and (c) k2-weighted Fourier transform spectra of the Co K-edge EXAFS absorption spectra.

This journal is © The Royal Society of Chemistry 2024

Nanoscale, 2024, 16, 12482-12491 | 12487


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4nr01168f

Open Access Article. Published on 03 Obirade-Aywohomumu 2024. Downloaded on 2025/10/18 1:41:19 PM.

(cc)

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

Paper

To further investigate the impact of HVMs on the coordi-
nation environment of TMCs, X-ray absorption fine structure
(XAFS) spectroscopy was conducted for Mo-Co(OH), and Co
(OH),. As seen in Fig. 3(b), the X-ray near-edge absorption fine
structure (XANES) analysis showed a similar absorption energy
of 7718 eV at the Co K-edge, which demonstrated the identical
initial chemical states of the Co species in Mo-Co(OH), and
Co(OH),, which is consistent with the conclusion drawn from
XPS analyses. Compared with Co(OH),, the white line of the
Co K-edge in Mo-Co(OH), was slightly weaker, indicating
greater 4p orbital splitting of Co.*> This phenomenon causes
changes in the spin state or symmetry properties of Co with
the incorporation of high-valence Mo.*

As shown in Fig. 3(c), i.e. the Fourier transform (FT) of Co
K-edge extended XAFS (EXAFS) of the Co foil showed a domi-
nant peak of Co-Co at 2.49 A. Co(OH), exhibited the Co-O peak
at 2.09 A and the Co-Co peak at 3.19 A, which shifted to lower R
values in Mo-Co(OH), (i.e. the Co-O peak was at 2.06 A and the
Co-Co/Mo peak at 3.13 A). Simulation of the quantitative struc-
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tural parameters of Co atoms in Mo-Co(OH), by least-squares
EXAFS curve fitting exemplified that the Co-O coordination
number was about 5.1 in Mo-Co(OH),, which is distinct from
the standard coordination number of 6 in Co(OH), (Table S27),
suggesting the existence of cationic vacancy.**

3.4 In situ/operando XAS studies for understanding the
catalytic mechanism

An operando XAS analysis was performed to elucidate the
potential catalytic mechanism by investigating the dynamic
changes in the oxidation state of Co under OER-relevant poten-
tials. Fig. 4(a) and (d) display the operando XANES spectra at
the Co K-edge of Co(OH), and Mo-Co(OH), recorded at
different applied potentials. From open-circuit potential (OCP)
to 1.5 V, the Co absorption edge shifted to higher energy,
showing an increase in the Co oxidation state. The weakened
and broadened white line peak of the Co K-edge in Mo-Co
(OH), with increased potential suggests molecular orbital for-
mation due to the hybridization of Mo d orbital with the Co p

0.04

7780
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7720 7740 7760

Energy (eV)

7700

335999

WL

(a) Operando XAFS Co K-edge absorption spectra of Co(OH),, wavelet transformation of the k2-weighted Co K-edge absorption EXAFS
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.
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signals of Co(OH), at (b) 1.4 V and (c) 1.7 V, (d) operando XAFS Co K-edge absorption spectra of Mo—Co(OH),, (e) wavelet transforms of the k2-
weighted Co K-edge absorption EXAFS signals of Mo—Co(OH), at (e) 1.4 V and (f) 1.7 V. (g) Schematic of the oxidation process of Co(OH), to

CoOOH during the OER: O (red), H (white), Co (purple), and Mo(green).
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orbital.>® Of the wavelet transforms of the k2-weighted EXAFS
(WTEXAFS) signals of the Co K-edges of Co(OH), (Fig. 4b) and
Mo-Co(OH), (Fig. 4e) at 1.4 V, the intensity of Co-M in Mo-Co
(OH), was stronger than that of Co(OH),, suggesting that
atomic Mo was successfully incorporated in Co(OH),.
Moreover, between the WTEXAFS signals of the Co K-edges of
Co(OH), (Fig. 4c) and Mo-Co(OH), (Fig. 4f) at 1.7 V, the inten-
sity of Co-O in Mo-Co(OH), was stronger than that of Co
(OH),, further demonstrating that the introduction of Mo pro-
moted the oxidation of the Co species, which is consistent
with findings from the XPS analysis. Fig. 4(g) presents a sche-
matic of the operando oxidation process of Co(OH), to CoOOOH
during the OER. It suggests that Co(OH), undergoes the first
deprotonation step at a higher voltage (1.7 V) compared with
Mo-enhanced Co(OH), (1.5 V). According to the above analysis,
the radius of Co-O decreases, and the electronic environment
of the Co center is regulated by the incorporation of Mo,
thereby resulting in the better OER intrinsic activity of Mo-Co
(OH),.

3.5 Mechanism analysis

The theoretical OER mechanism analysis was carried out
using Density Functional Theory (DFT) calculations. The
thermodynamics of the OER was investigated according to the
following electrochemical steps:

* 4+ H,0 » *OH+H' +e” (4)
* * + -
OH —*O+H" +e (5)
*O + H,0 — *OOH + H" + e~ (6)
*OOH — O,* + H" + e~ (7)
0 = 0, (g) +* (8)
5
(a) — OV W 4.92
— +1.23V 4.58 '
4] = +157v Hise
—
31| +on 301
*OOH
2 g
- /
Y /
9 /154 ; .
1 ‘J +
/ 0.89 +0, 0,
> 0.55 + +
o {~0.31 4H* +4e 4H" +4e
0.0 0033 -0.013 -0.013} =5z~ 0.0
\ -0.15
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H'+e 2H'+2¢ == 136
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Fig. 5
Schematic of the OER mechanism on Mo—Co(OH),.
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The Computational Hydrogen Electrode Model was utilized
to compute the free energy diagram for the OER reaction
(Fig. 5a).*>*® The fully oxidized form of Mo-CoOOH - Mo~
Co0, - was used as the model, as reported by Tang et al.'®
However, the ratio of Mo to Co used in our model was 1 to 8 to
closely reflect the stoichiometry determined from the ICP-OES
results. Consistent with the result of Tang et al., the adsorption
of OH does not take place if ionic relaxation is initiated with
the OH on top of the Co atoms, but it occurs on the Mo atom.
The limiting potential of Mo-CoOO in the neutral OER is
+1.57 V. The probable rate-determining step of the OER is *O +
OH to *OOH with a barrier of at least 0.34 V.

We observed a similar barrier energy of at least 0.31 V for
*OOH formation and *OH formation (eqn (4)), while the
barrier energy for *O formation (eqn (5)) was at least 0.24 V,
demonstrating that the first three steps limited the OER in
terms of thermodynamics. According to the Tafel slope investi-
gation shown in Fig. 2(c), *OH formation (eqn (4)) extremely
limits OER kinetics, resulting in a low reaction rate. Overall,
the kinetics and thermodynamics analyses suggest that the
rate-determining step of OER on HVMs-enhanced CoOOH in
pH-neutral electrolytes is the adsorption and dissociation of
H,O0, which leads to *OH formation.

Fig. 5(b) shows the schematic of the OER pathway on Mo-
Co(OH), according to the traditional adsorbate evolution
mechanism. According to the four-electron transfer process of
the OER, molecular H,O is adsorbed on the catalyst surface,
initially forming *OH with the removal of one proton and one
electron. Further, the deprotonation of *OH generates *O,
which combines with another H,O to form the intermediate
*OOH. The final step is the removal of the proton and electron
of *OOH along with the desorption of O,. The adsorbate evol-
ution mechanism indicates that the O atoms of O, originate
from H,0 rather than the lattice O of the catalysts.*”"*?

(b) OH
“ H* +e
H*+ e 0
o il Bl-©
H,0 H*+e
o e 2 = ﬂ

OOH

(a) Free energy diagram of the OER catalysed by Mo—CoO, at different electrode potentials: 0 V (red), +1.23 V (green) and +1.57 V (blue). (b)
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4. Conclusion

In summary, a comprehensive investigation of the develop-
ment of a series of high-valence-element-modified Co(OH),
two-dimensional nanosheets and their OER electrocatalytic
performance was successfully conducted. Among the investi-
gated samples, Mo-Co(OH), emerged as the most efficient
OER catalyst in near-neutral-pH media. Subsequent in situ XAS
analysis revealed that incorporating HVMs was beneficial for
the operando generation of COOOH active sites at a low overpo-
tential during the OER process. In near-neutral-pH media,
there are two aspects to be considered for further improving
their catalytic performance. One is to promote the adsorption
and dissociation of H,O, while the other is to enhance the for-
mation of the *OOH and *O intermediates. These findings
provide new insights for developing more efficient OER electro-
catalysts under near-neutral-pH conditions and understanding
active species evolution, besides providing new ideas for sea-
water utilization toward green hydrogen production.
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