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Quantum sensing using the fluorescent nanodiamond (FND) nitrogen-

vacancy center enables physical/chemical measurements of the

microenvironment, although application of such measurements in

living mammals poses significant challenges due to the unknown

biodistribution and toxicity of FNDs, the limited penetration of visible

light for quantum state manipulation/measurement, and interference

from physiological motion. Here, we describe a microenvironmental

thermometry technique using FNDs in rat mammary epithelium,

an important model for mammary gland biology and breast cancer

research. FNDs were injected directly into the mammary gland.

Microscopic observation of mammary tissue sections showed that

most FNDs remained in the mammary epithelium for at least 8 weeks.

Pathological examination indicated no obvious change in tissue

morphology, suggesting negligible toxicity. Optical excitation and

detection were performed through a skin incision. Periodic move-

ments due to respiration and heartbeat were mitigated by frequency

filtering of the signal. Based on these methods, we successfully

detected temperature elevation in the mammary epithelium asso-

ciated with lipopolysaccharide-induced inflammation, demonstrating

the sensitivity and relevance of the technique in biological contexts.

This study lays the groundwork for expanding the applicability of

quantum sensing in biomedical research, providing a tool for real-

time monitoring of physiological and pathological processes.

Introduction

The importance of body temperature for life is not fully clear.1

Chemical reactions in organisms require a certain temperature,
and therefore, heat is required for proper function.2 Extreme heat is
detrimental, however, and some organs require extensive cooling.3
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New concepts
We report an application of microscopic thermometry in a living rat using
quantum sensing based on the diamond nitrogen-vacancy center (NVC).
Although the application of NVC-based quantum sensing (especially
those with nanodiamonds) for biomedical use has been anticipated,
the application has been limited to small systems such as cultured cells
and nematode worms, with no application in living mammals reported to
date. This is due to obstacles related to the large difference in both spatial
and temporal scales, including the dispersion of injected nanodiamonds
in the body, the inability of visible light required for NVC-based
measurements to penetrate thick tissue, large physiological movements
compared to the size of the microscopic field, and the unknown mid- to
long-term toxicity of nanodiamonds. This study overcame each of these
barriers by combining quantum sensing with sophisticated laboratory
animal techniques, extensive analysis of the localization and toxicity of
injected nanodiamonds, and ingenuity in signal processing to mitigate
the effect of movements, and ultimately realized the detection of
temperature elevation induced by mastitis in the rat. Thus, this study
demonstrates the relevance of the technique in biomedical research
using a laboratory mammal and lays the groundwork for expanding the
applicability of quantum sensing.
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The temperature within cells varies among organelles. For
example, the nucleus and mitochondria are at higher tempera-
tures, and tend to fluctuate with activity levels, although the
role of these temperature fluctuations is underexplored.4 The
mammary gland is a defining organ in mammals, a group of
animals that use milk to nourish their offspring. The glandular
epithelium is situated within subcutaneous fat tissue, which
has thermogenic capacity.5 The location of the gland on the
body surface enables use of thermography to identify patholo-
gical conditions such as mastitis (i.e., inflammation of the
mammary gland) and breast cancer; therefore, the mammary
gland is a compelling subject for research regarding the impact
of temperature on biology.

Quantum sensors utilize quantum phenomena to measure
physical parameters. The negatively charged nitrogen-vacancy
center (NVC) in diamond is a lattice defect consisting of a
nitrogen atom adjacent to a vacancy; the NVC provides a unique
system in which one can manipulate and measure the spin
state of an electron pair at ambient temperature.6 The electron
pair of a diamond NVC has ground-(3A2) and excited-state (3E)
triplets with two intermediate-state singlets (1A1 and 1E).7 The
energy of the ms = �1 state of 3A2 is higher than that of the
corresponding ms = 0 state; this allows transition from ms = 0 to
ms = �1 through application of microwaves at B2870 MHz.7

Upon excitation by green light (520–540 nm), the ms = 0 state of
3E relaxes directly to the ms = 0 state of 3A2, resulting emission
of red fluorescence (650–750 nm).7 By contrast, the ms = �1
state of 3E relaxes either directly to 3A2 (with red fluorescence)
or through an intermediate dark state towards ms = 0 of 3A2.7

These properties allow for ms = 0 polarization of NVCs through
continuous irradiation with green light.7 Thus, the spin state of
the NVCs can be manipulated by a combination of microwaves
and green light, and the state can be monitored optically by
magnetic resonance (ODMR) measurement of red fluorescence.
In this method, the NVC is ms = 0 hyperpolarized, followed by
exposure to microwaves of a certain frequency. The spin state is
read out based on the emitted red fluorescence. The diamond
NVC can be used to measure physical quantities such as local
temperature and electric/magnetic fields, because the energy
gaps among the ms = �1 and 0 states are sensitive to these
parameters, and also to measure pH, free radicals, and micro-
scopic movements.8–13

Fluorescent nanodiamonds (FNDs) are expected to revolu-
tionize measurement in biology and medicine through quan-
tum sensing.10 Temperature measurements with FNDs have
been applied to microscopic biological systems such as nema-
tode worms and cultured neuronal networks to explore the
physiological roles played by local temperature.14–16 Possible
barriers to the biomedical application of a nanomaterial
include potential toxicity and the presence of biological defense
mechanisms that hinder its retention within the body.17 Thus,
researchers have developed ways of manipulating the size,
shape, and surface characteristics of various nanomaterials to
reduce toxicity and circumvent defense mechanisms, turning
them into smart systems for delivery of therapeutic and ima-
ging agents.17 Another barrier is the difficulty in manipulating

and measuring FNDs using devices outside the body; therefore,
the relatively external location of the mammary gland makes it
an ideal target for optical measurements using diamond
NVC-based quantum sensors (visible light cannot penetrate
deep into the body). In the present study, we developed a
method for delivering FNDs to the mammary epithelium of
rats, a laboratory animal model of mastitis and breast cancer.
We then evaluated their retention, localization, and toxicity. We
also developed a method for using the delivered FNDs to
measure the local temperature of the mammary gland.

Experimental
Animal experiments

All animal experiments were approved by the Institutional
Animal Care and Use Committee of the National Institu-
tes for Quantum Science and Technology (approval number
18-1029) and were conducted in accordance with institutional
guidelines. Female Jcl:SD rats (5 weeks old) were purchased
from CLEA Japan (Tokyo, Japan), housed in autoclaved
cages, and maintained in a room with controlled temperature
(23 � 1 1C) and humidity (50 � 5%) under a regular 12-h light/
dark cycle. They were given a standard laboratory animal diet
(CE-2, CLEA Japan) and sterilized chlorinated/acidified water
ad libitum. At 7 weeks of age, the abdominal hair was shaved
under isoflurane anesthesia (B4% in air) to expose the 4th and
5th nipples. FNDs were produced essentially as described,12 where
nanodiamond powder (median diameter, 200 nm; Micron + MDA
0–0.25 mm, Element Six, London, UK) was electron-irradiated
(2 MeV, 1.0 � 1018 electrons cm�2) at room temperature followed
by thermal annealing at 800 1C for 2 h under vacuum to create
NVCs, oxidized subsequently to remove surface graphite, heated
consecutively in H2SO4/HNO3, 0.1 M NaOH, and 0.1 M HCl, and
washed with ultrapure water. The average number of NVCs in a
FND particle was estimated to be B1.3 � 103 (ESI†). FNDs (50 mL)
of 1 mg mL�1 in Dulbecco’s calcium/magnesium-free phosphate-
buffered saline containing 0.3% indigo carmine (for visualization
of possible leakage) was injected in the nipple using a 34-gauge
microinjection needle (Unisys Co., Tokyo, Japan). Animals were
excluded from the experiment and euthanized if leakage occurred.
Three rats injected with the same type of FNDs were kept in a
disposable cage (Shinano Seisakusho, Tokyo, Japan; to avoid cross-
contamination and for the safety of workers) for 1, 3, 6, and 8 weeks
and 1 year, and then euthanized by exsanguination under isoflur-
ane anesthesia prior to removal of mammary tissue. Rats were
nonrandomly allocated to the experimental groups due to the small
sample size. Technical staff involved in animal care, tissue collec-
tion, and histological sample preparation were blinded to the
treatment group. To measure the intraductal temperature,
rats were anesthetized by intraperitoneal injection of a mixture of
0.375 mg kg�1 bodyweight medetomidine, 2.0 mg kg�1 midazo-
lam, and 2.5 mg kg�1 butorphanol in 5 mL kg�1 of saline. A
suspension of FNDs with or without Escherichia coli O55:B5 lipo-
polysaccharide (LPS; 200 ng mL�1; Sigma-Aldrich, St. Louis, MO,
USA) was injected in the nipple as described above. After housing,
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the abdominal skin was shaved, a B1-cm incision was created
adjacent to the nipple using a clean pair of iris scissors, and a
round coverslip (18 mm in diameter, 0.13–0.17 mm thick;
#12-545-100, Thermo Fisher, Waltham, MA, USA) was
embedded in the incision. For a rat, a round coverslip was
attached to the skin without creating an incision. To prevent
anesthesia-induced hypothermia during the ODMR measure-
ment, rats were placed on a custom-made heating stage
(940 mm � 1400 mm) set at 37 1C and incorporating a slit of
940 mm � 300 mm (Blast Co., Kawasaki, Japan) designed to
keep the abdominal surface from direct heating and allow
exposure to the objective lens. After the measurements, the
rats were euthanized by exsanguination without recovering
from anesthesia.

Whole-mount mammary tissue

Mammary tissues were stretched across glass slides, fixed in
10% phosphate-buffered formalin (Fujifilm Wako Chemicals,
Osaka, Japan) for 1–3 days, and stored at 4 1C in 70% ethanol.
They were then defatted in acetone for 3 days, cleared in
d-limonene (Falma Inc., Tokyo, Japan) for 2 days, and stored
in mineral oil in heat-sealed plastic bags. Bright-field and
fluorescence images were taken using an all-in-one fluores-
cence microscope BZ-X810 (Keyence, Osaka, Japan).

Staining and analysis of tissue sections

Formalin-fixed paraffin-embedded tissues were prepared from
a portion of the whole-mount mammary tissue and sectioned at
B4 mm. Sections were stained with HE (Muto Pure Chemicals,
Tokyo, Japan) or 40,6-diamidino-2-phenylindole (DAPI; Vector
Laboratories, Newark, CA, USA) and mounted under coverslips.
Stained sections were scanned with a NanoZoomer Digital
Pathology system (Hamamatsu Photonics, Hamamatsu, Japan).
Immunofluorescence staining was performed essentially as
described,18 except that the antigens were reactivated by auto-
claving in 0.01 M citrate sodium buffer (pH 6.0) at 121 1C for
10 min and that sections were incubated with rabbit polyclonal
anti-nuclear factor kB (NF-kB) antibody (1 : 100; ARG51518,
Arigo Laboratories, Hsinchu, Taiwan) at 4 1C overnight and
then with secondary antibody (1 : 500; goat anti-rabbit immu-
noglobulin conjugated with Alexa Fluor 488; Abcam, Cam-
bridge, UK) at room temperature for 1 h. The ImageJ software
(National Institutes of Health, Bethesda, MD, USA) was used to
measure the areas of fluorescent aggregates.

ODMR measurements

The relevant procedures have been described.19 Briefly, to
record an ODMR frequency spectrum, the microwave output
was turned on and off alternately (each frame lasted for 50 ms)
while the microwave frequency increased by a step at every two
frames. During this process, the sample was continuously
irradiated with a green laser (532 nm) for ms = 0 polarization
and readout of red fluorescence. The microwave frequency was
swept multiple times to accumulate data and enhance relia-
bility. Sweeping between 2820 and 2920 MHz was performed
eight times at 1 MHz intervals (i.e., 101 frequency points) to

construct an ODMR image of non-HE-stained tissue prepara-
tions, and between 2855 and 2885 MHz at 0.075 MHz intervals
(i.e., 401 frequency points) in living animals. On occasion, a
frequency filter was applied to remove the 0.32–7.0 Hz compo-
nent of the signal before constructing the ODMR spectrum. The
microscopic temperature was evaluated based on the value of
the axial zero-field splitting frequency D obtained from the
ODMR frequency spectrum of NVCs in FNDs. It is known that
D decreases by approximately 75 kHz for every 1 1C increase in
temperature.20 Therefore, we adopted DD = �75 kHz K�1 as the
temperature dependence of D, and used the D value of the FND
ensemble measured at 37 1C as the reference frequency. The
temperature of the microenvironment was evaluated based on
the difference between this reference frequency and the D value
of the FND ensemble in the microenvironment. The reference
frequency D was obtained by measuring the ODMR frequency
spectrum of an FND ensemble in a dish filled with ultrapure
water and maintained at a constant temperature of 37 1C. To
determine the D value from the ODMR frequency spectrum, a
nonlinear model fit was performed using the following func-
tion I(o), which consists of two Lorentzian functions:

IðoÞ ¼ 1� c1

pg 1þ ð�D� E þ oÞ2
g2

� �� c2

pg 1þ ð�Dþ E þ oÞ2
g2

� �

where o is the applied microwave frequency, E corresponds to
the Rhombic zero-field splitting, and c1, c2, and g correspond to
the signal amplitudes and the half-width at half-maximum
of the Lorentzian functions, respectively. The fitting error in
the nonlinear model fit was used as the temperature measure-
ment accuracy.

Selective imaging protocol (SIP)

A previously published procedure was followed for the SIP for FNDs
based on their sensitivity to microwaves.21 After excitation with
green light, the ms = 0 triplet electrons invariably emit red fluo-
rescence to reach ms = 0 whereas approximately half of the ms =�1
triplet electrons pass through an intermediate (non-fluorescent)
singlet state to reach ms = 0, as mentioned above. Thus, green light
irradiation for microseconds gathers most of the triplet electrons to
ms = 0, while microwave irradiation at the spin resonance frequency
(B2870 MHz) increases the proportion of ms =�1 electrons. Due to
the longer lifetime of the non-fluorescent singlet state than the
excited triplet state, green light irradiation in the presence of
microwave for microseconds results in migration of the micro-
wave-induced ms = �1 triplet electrons to the singlet state, and
thus, a reduction of fluorescence by 5–10% compared to green light
irradiation only.22 SIP leverages this reduction to distinguish
between FNDs and other emitters such as autofluorescence. To
construct an image of an HE-stained section using the SIP, video
was recorded during microwave irradiation with rectangular inten-
sity modulation synchronized to the camera’s frame rate (B50 ms).
Images of the microwave-sensitive component of the fluorescence
were then generated by subtracting the intensity values of frames
with microwave from those without microwave. The sweeping of
microwave frequency was performed 1000 times.
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Statistical test

Student’s t test, paired t test, and two-way analysis of variance
were performed using Microsoft Excel.

Results and discussion
Macroscopic localization and retention of intraductally injected
FNDs in non-stained rat mammary gland specimens

Intraductal injection via the nipple is a technique used to
introduce agents directly into the lumen of the mammary
ducts.23 We used this technique to inject the FND suspensions

(1 mg mL�1) into the mammary gland of rats (50 mL per gland).
Because surface modification of FNDs contributes markedly to
retention, cellular uptake, and aggregation/dispersion,24,25 we
also studied the effects of different surface modifications on
the distribution of injected FNDs; these modifications were
carboxylation (FND-COOH), hyperbranched polyglycerol (HPG)
(FND-HPG), and carboxyl-terminated HPG (FND-HPG-COOH).
At 1, 3, 6, and 8 weeks after intraductal injection of FNDs,
whole-mount specimens of mammary glands were prepared,
and the distribution of FNDs was evaluated by bright-field and
fluorescence microscopy (excitation 532 nm/emission 655 nm)
(Fig. 1). The results indicated that the intraductally injected

Fig. 1 Detection of FNDs injected in the rat mammary gland. (A) Experimental scheme. FND-X (50 mL, 1 mg mL�1); (X = COOH, HPG, or HPG-COOH) were
injected into the abdominal mammary gland of 7-week-old female rats via the nipple. Glands were removed after 1, 3, 6, or 8 weeks. (B)–(Q) Bright-field
((B)–(E) and (J)–(M)) and fluorescence (excitation 532 nm, emission, 655 nm; (F)–(I) and (N)–(Q)) images of whole-mount mammary gland specimens at
1 and 8 weeks post-injection. Insets, magnified view of the area bounded by the dashed rectangles. White arrowheads, FND aggregates. The white arrow
in panels (B) and (F) shows autofluorescence in the lymph nodes. The black arrow in panels (J) and (N) shows autofluorescence in the nipple. Scale bar,
1 cm. Each panel is a representative for 3 rats.
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FNDs were distributed throughout the branching mammary
ducts after 1 week (Fig. 1B–I) and remained there at 3, 6, and 8
weeks post-injection (Fig. 1J–Q and Fig. S1, ESI†). At the same
concentrations, FND-COOH and FND-HPG-COOH (which are
negatively charged) displayed more fluorescence signals than
FND-HPG (which is uncharged), possibly due to the high
efficiency of cellular uptake and aggregation via their surface
electrostatic charge.24 In addition, we found some spot-like
depositions of FND-HPG-COOH, which were not associated
with the branched network of mammary ducts (Fig. 1I and Q

and Fig. S1H and S1P, ESI†). This different localization pattern
may be related to the surface modifications. We observed no
obvious effect of intraductal injection on the body weight or
growth of rats (Fig. S2, ESI†), suggesting that administration of
FNDs, at least in this model, is safe.

Microscopic localization and retention of injected FNDs in
fluorescence-stained tissue sections

The mammary gland comprises epithelial and stromal compo-
nents. To further evaluate the localization of injected FNDs

Fig. 2 Localization of FNDs with different surface modifications. (A)–(H) Fluorescence images of DAPI-stained mammary gland tissue sections at 1 and
8 weeks post-injection of vehicle only (A) and (E) or FND-X (X = COOH in (B) and (F), HPG in (C) and (G), and HPG-COOH in (D) and (H)). Red, FND
(excitation 532 nm, emission 655 nm). Blue, DAPI. Arrowheads show FNDs in the stromal component. Scale bar, 50 mm. Each panel is a representative for
3 rats. (I) and (J) The size of FND aggregate (n = 1000) in mammary epithelium at 1 (I) and 8 weeks (J) post-injection. Ranges do not include the lower
boundary. Data represent the mean and SD (n = 3 rats). * P o 0.05, ** P o 0.01, *** P o 0.001 (Student’s t test).
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within the mammary gland, we made microscopic preparations of
paraffin-embedded sections in which cell nuclei were visualized by
DAPI staining (Fig. 2). At 1 week post-injection, FNDs were detected
in the mammary epithelium regardless of the type of surface
modification (Fig. 2A–D). In addition, FND-HPG-COOH was pre-
sent in the stromal component of the tissue (Fig. 2D, arrowheads),
accounting for the above-mentioned spot-like depositions detected
in whole-mount preparations. These FNDs may have been taken up
first by ductal epithelial cells via endocytosis and then released into
the stroma (i.e., transcytosis), or they may have migrated between
neighboring ductal epithelial cells (i.e., paracytosis). The transfer
mechanism will be a subject for future study. FNDs were observed

in the mammary epithelium for at least 8 weeks post-injection
(Fig. 2E–H and Fig. S3A–H, ESI†). The size of the FND aggregates in
the mammary epithelium was measured to examine the effects of
the surface modifications. Among the three types, aggregates of
FND-HPG were the smallest, whereas those of FND-COOH and
FND-HPG-COOH were larger (Fig. 2I and J and Fig. S3I and J, ESI†).

Tissue toxicity of the injected FNDs, as assessed in
conventional tissue section preparations

As mentioned above, injected FNDs remained in the mammary
epithelium and formed aggregates. To investigate their potential
toxic effects, we conducted histopathological examinations of the

Fig. 3 Histopathology, fluorescence, and selective imaging of FNDs in rat mammary gland tissue sections. (A)–(X) Bright-field ((A)–(D) and (M)–(P)),
532 nm-excited fluorescence ((E)–(H) and (Q)–(T)), and SIP ((I)–(L) and (U)–(X)) images of HE-stained mammary gland tissue sections at 1 and 8 weeks
post-injection of vehicle only ((A), (E), (I), (M), (Q), and (U)) or FND-X (X = COOH in (B), (F), (J), (N), (R), and (V); HPG in (C), (G), (K), (O), (S), and (W); and
HPG-COOH in (D), (H), (L), (P), (T), and (X)). Scale bar, 50 mm. Each panel is a representative for 3 rats. (Y) and (Z) ODMR spectra obtained from tissue
sections from a nontreated rat (Y) and from a rat injected with FND-COOH (Z).
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tissue on conventional hematoxylin and eosin (HE)-stained
sections. Compared with the fluorescence-stained sections, it
was more challenging to locate FNDs in these sections because
the strong fluorescence emitted by the HE stains (especially
eosin Y) masks the weak fluorescence emitted by FNDs.26 To
circumvent this, we used the SIP to visualize the NVCs.21 On
HE-stained sections, no pathological effects were observed at
1 week or 8 weeks post-injection (Fig. 3A–D and M–P, respec-
tively), regardless of the surface modifications. Although there
was marked fluorescence emitted by the HE stain (Fig. 3E–H
and Q–T), it was possible to obtain an ODMR spectrum from
these specimens (Fig. 3Y and Z). The ODMR signals were strong
enough to allow use of the SIP technique, which enabled
visualization of the location of FNDs (Fig. 3I–L and U–X). The
data suggested no obvious pathological changes had occurred,
even in cells in close proximity to FND aggregates.

Intravital microscopic thermometry in the rat mammary gland

Thus far, the data suggest safe and successful delivery of FNDs
to the mammary epithelium of rats via intraductal injection.
Next, we attempted to use FNDs to measure the local tempera-
ture of the mammary epithelium (Fig. 4). First, we attempted to
obtain ODMR spectra through the intact skin (Fig. S5A and B,
ESI†) of a rat and observed spots of strong fluorescence lacking
the ODMR spectrum characteristic of FNDs (Fig. 4A and B).
Based on their morphology, we considered these spots to be
due to autofluorescence by melanin in hair follicles that

remained after shaving. Thus, the skin hindered penetration
of visible light and acquisition of ODMR spectra for FNDs in
the mammary gland. Therefore, we created an incision in the
skin of another rat to obtain better ODMR spectra (Fig. S4C and
D, ESI†), which resulted in successful observation of fluores-
cence and improved ODMR spectra for FNDs (Fig. 4C and D).
The average measured temperature in an area of the mammary
epithelium was 33.72 � 1.24 1C (mean � fitting error). This
temperature dropped to 27.74 � 0.51 1C after euthanasia (i.e.,
death) of the same rat (Fig. 4E and F). Thus, to the best of our
knowledge, the present approach is the first to enable measure-
ment of local temperature by NVCs in a living rodent tissue.
The lower temperature of the gland than that of the generally
assumed one (i.e., B37 1C) may be due to reduction of body
temperature by anesthesia or its relatively external location
(note that the heating stage had a 30-mm slit to expose the
measured area). Thus, a technique to perform measurements
under anesthesia-free conditions, possibly by compact and
remote measurement devices, would greatly reduce influences
from anesthesia. Using the present method, we were able to
detect FNDs in the mammary gland of a rat even after 1 year
(Fig. S5, ESI†).

Minimizing the effects of movement due to respiration and
heartbeat

During microscopic measurements, we occasionally encoun-
tered a periodic ‘‘movement’’ of the fluorescence signal in a

Fig. 4 Thermometry of the mammary epithelium in living rats using FNDs. (A)–(F) Temperature measurements were made after intraductal
administration of FND-COOH (200 nm in diameter) into the mammary epithelium. Fluorescence images (20� objective; A, C, and E) and ODMR
spectra ((B), (D), and (F)) of FNDs in the dashed rectangles were obtained through the intact skin (A) and (B) or via an incision made in the skin (C)–(F) of an
anesthetized living rat (C) and (D) or euthanized rats ((A), (B), (E) and (F)). Scale bar ((A), (C), and (E)), 20 mm. (G) and (H) Temporal changes in fluorescence
intensity during ODMR spectrometry measurement of FNDs in the rat mammary gland before (G) and after (H) frequency filtering. Frame duration, 50 ms.
(I) and (J) Fourier transformation of the signals in panels (G) and (H), respectively. Shading indicates the frequency range to which filtering was applied. (K)
and (L) ODMR spectra of FND-COOH (200 nm in diameter) in a living rat, constructed from raw signals ((K), identical to panel (D)) and frequency-filtered
signals (L).
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living rat (Movie S1, ESI†), which disappeared after euthanasia
(Movie S2, ESI†). Based on the periodicity, we surmised that the
likely cause was movement due to respiration (B1 Hz) and
rhythmic ‘‘pulsing’’ of local blood vessels (B6 Hz).27 As a result,
we encountered profound noise in the ODMR spectrum of FNDs in
some rats (compare Fig. 4D and F), resulting in an error in the
estimated ODMR spectrum center (0.095 MHz and 0.039 MHz
before and after euthanasia, respectively). To improve the accuracy
of measurement in such cases, we used data processing to filter
signals of a certain frequency, taking advantage of the fact that the
signals obtained by the ODMR protocol (Fig. 4G and H for pre- and
post-filtering, respectively) comprise frequencies that are different
from those caused by respiration and heartbeat (i.e., repetition of
spin state initialization/readout, B10 Hz; repetition of microwave
sweeping, B0.025 Hz; see Fig. 4I and J for pre- and post-filtering,
respectively). This improved the shape of the ODMR spectrum and
reduced the error when estimating the spectral center frequency
from 0.095 MHz (corresponding to 1.24 1C, Fig. 4K) to 0.046 MHz
(corresponding to 0.60 1C, Fig. 4L). Thus, the accuracy of tempera-
ture measurement using FNDs was improved.

Detection of inflammation-related increases in temperature

Finally, we set out to measure the temperature in the mammary
epithelium under pathological conditions. LPS is a bacterial
macromolecule composed of lipid and saccharide and stimu-
lates intracellular inflammatory signaling via NF-kB.28 There-
fore, we induced an inflammatory response in the mammary
gland by intraductal administration of LPS, along with FNDs,
and then measured the intramammary temperature. To distin-
guish the local temperature changes from whole-body tempera-
ture elevation, we injected LPS and FNDs into the left
mammary gland with only FNDs into the right gland, whereas
control rats received only FNDs to both glands (Fig. 5A).
Infiltration of inflammatory cells and expression of NF-kB were
confirmed in the left mammary gland at 24 h post-
administration of LPS (Fig. 5B). When measured by FNDs,
LPS treatment resulted in simultaneous temperature elevation
(B4 1C) in both mammary glands, possibly as a consequence of
whole-body response to LPS (Fig. 5C, asterisk). In addition, the
temperature of the mammary gland was higher by B1 1C in the
LPS-injected side than the other side (Fig. 5C, dagger). Thus,

Fig. 5 Intravital microscopic thermometry using intramammary FNDs in an inflammation model. An inflammatory agent, LPS, was injected intraductally
into the rat mammary gland, together with FND-COOH (200 nm in diameter). (A) Experimental design (n = 3 rats each). (B) HE sections and
immunofluorescence analysis of an inflammation marker, NF-kB, in the mammary gland 24 h after LPS treatment. Yellow arrowheads indicate
inflammatory cell infiltration. DAPI (blue) was used to label cell nuclei. FND, fluorescence emitted at a wavelength of 532 nm. NF-kB, immunofluor-
escence indicating the inflammation marker NF-kB. Merged, merged image. Scale bar, 100 mm. Representative of 3 rats. (C) Measurement of
intramammary temperature 24 h after administration of LPS. *Two-way analysis of variance. †Paired t test.
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temperature measurement using FNDs can detect an increase
in intramammary temperature caused by inflammation.

With respect to errors in intravital temperature measure-
ments with fluorescent nanodiamonds,� 0.27 1C and� 0.22 1C
have been achieved in nematodes,14,15 and � 0.60 1C was
achieved in the rat mammary gland in this study. These are
sufficient to detect the results of experimental temperature
manipulations such as an infrared laser and a mitochondrial
deconjugating agent, as well as temperature changes (0.5–1 1C
or higher) associated with an extreme pathological condition
such as mastitis. However, it is also known that intracellular
mechanisms can sense even smaller temperature changes, such
as 0.2 1C,29 and thus it is expected to become even more
practical if sensitivity at the �0.05 1C level can be achieved.
One approach to increase sensitivity is a hybrid sensor that
takes advantage of the higher sensitivity of NVCs with respect to
magnetic measurements than direct temperature measurements.30

Going forward, it is expected that this method will be applied to
temperature measurements in cells and organisms to demonstrate
the high sensitivity of this method.

Temperature measurement has been used to screen inflam-
mation and cancer of the breast in clinical and livestock
settings.31,32 The relationship between cancer and temperature
has been gradually unraveled by the recent development of
thermometric fluorescent probes,33 but innovative results have
yet to be revealed. FND-based thermometry has advantageous
properties over previous molecular thermometric probes,34

including long-term retention and low toxicity of the probe
and no requirements for calibration. We have previously
reported studies in which breast cancer was induced in rats
by administration of carcinogenic chemicals and ionizing
radiation.35–37 Therefore, it is possible to evaluate the relation-
ship between temperature and cancer in this biological model
using FNDs.

Conclusions

Here, we show that intraductally administered FNDs are
retained for up to 1 year without obvious toxicity. We used
ODMR spectrometry to measure the temperature in the micro-
environment of the rat mammary gland. Accurate measure-
ment was achieved by canceling the frequencies generated by
respiratory and heartbeat movements, leading to successful
detection of temperature change related to experimentally
induced inflammation. The technique will be potentially useful
for monitoring progression of various diseases including can-
cer. In addition, this experimental model can be applied to
quantum measurement of other microenvironmental factors
such as pH and radicals.
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