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Synthesis and characterization of amide-bridged
ke e ot e 2001 12 colorless polyimide films with low CTE and high
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Three novel dianhydride monomers involving amide groups were synthesized and further polymerized
with various diamines to afford a series of colorless polyimides (cPl). The resultant cPI films present out-
standing optical performance, exceedingly good dimensional stability at high temperature, great film
ductility and solution-processability. In particular, chemically imidized AMDA/TFDB has an ultra-low
coefficient of thermal expansion value of 5.2 ppm K™, a relatively high Tq4 value of 333 °C and large
elongation at break of 29%, resulting from its rigid-rod backbone and the formation of hydrogen bonding
(-C=0---NH-) between adjacent molecular chains. Concurrently, it exhibits a high optical transmittance
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of 87% at a wavelength of 550 nm, a small haze value of 0.71 and low yellow index of 4.29 by reason that
the incorporation of bulky trifluoromethyl and cyclohexyl preclude the formation of a charge transfer
complex effectively. The high overall performance of the amide-containing cP!I films suggests its potential
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1. Introduction

Over the past few decades, thin, flexible organic light-emitting
diode (FOLED) displays with high brightness, a wide viewing
angle, and a fast response time have become popular for the
replacement of glass-based components (e.g., cover window,
touch sensor panel or substrate) with transparent polymer
materials to keep the entire devices flexible, foldable and even
stretchable.'™ At present, commercially available transparent
polymer films include polyethylene terephthalate,” polyethyl-
ene naphthalate,>” polycarbonate,®® colorless polyimide
(cPD)**** and so forth. Among them, cPI is reckoned to be the
most promising transparent polymer film for flexible organic
light-emitting diode devices because of its excellent heat resis-
tance.'® However, there are so far no reliable cPIs that also
provide high optical transparency (Tsso nm > 87%), ultralow
coefficient of thermal expansion (CTE < 10 ppm K™') and high
glass transition temperature (T, > 300 °C). Generally, the for-
mation of an intra- or intermolecular charge transfer complex
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application in the field of flexible OLED displays.

(CTC) between electron-accepting dianhydride and electron-
donating diamine can result in a deep coloration of polyimide
films, that is, the films exhibit poor transparency in the visible
light region."> To overcome the drawback of deep coloration,
bulky substituent groups with high electronegativity (e.g., tri-
fluoromethyl group, sulphone group and so on)'®™® or ali-
phatic units (e.g., cyclohexyl group)*®~* can be introduced into
the polyimide molecular chains to decrease and even eliminate
the CTC effect. Nevertheless, the incorporation of bulky tri-
fluoromethyl group (-CF;3) can increase the free volume of
polyimide and disrupt the coplanarity and linearity of mole-
cular chains so that the CTE was markedly increased resulting
in the warpage, cracking, delamination, and other failures in
flexible organic light-emitting diode displays.'*'” When an ali-
phatic moiety is involved with dianhydride, the poly(amic acid)
s (PAAs) suffer from low inherent viscosity and low molecular
weight due to the decreased reactivity of dianhydride, which
tends to attenuate the comprehensive performance of as-syn-
thesized polyimides.”* Besides, the incorporation of aliphatic
diamine is likely to trigger salt formation at the initial stage of
PAAs for which the polymerization reaction is retarded and
even terminated.”>*® In addition to optical transparency, an
ultralow CTE is desirable to achieve quite small dimensional
changes along the direction (X-Y) parallel to films at elevated
temperature. Some approaches have been reported to decrease
the CTE values of polyimide films based on the introduction
of linear rigid-rod structure or/and the formation of hydrogen
bonds between molecular chains, etc.’”>' However, the optical
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transparency is sacrificed more often than not when
accompanied by reduced CTE values, such as PMDA/TFMB
(4.7 ppm K, Ty0 nm = 0%, highly colored film)** and
s-BPDA/TFMB (34 ppm K, Tyoo nm = 42%, slightly colored
film).** Also, it is very hard to realize the expected CTE values
(<10 ppm K™ ). Overall, a reasonable trade-off between optical
transparency and CTE should be taken into account for the
structure design of cPIs. And some totally rigid molecular
chains lead to inferior flexibility (that is, low elongation at
break ¢p,) of the cPI films with a decreased CTE (i.e., CBDA/
DABA: CTE = 9.3 ppm K!, &, = 3%; CBDA/TFMB: CTE =
20.7 ppm K, &, = 5%).>* In fact, the excellent ductility of cPI
films has become indispensable to flexible OLED displays that
need to work under bending, folding and even stretching con-
ditions. Hence, the research for cPI films endowed simul-
taneously with high optical transparency, low CTE value and
superior flexibility is a burning issue in the field of flexible
OLED displays.

In this work, three kinds of novel anhydride monomers
involving amide groups were synthesized (Scheme 1) and
denoted as AMDA, IAMDA, and p-DAMDA, respectively. To
remove deep coloration and decrease the CTE value, the two
diamine monomers TFMB and #-CHDA were chosen to poly-
merize with each of the as-synthesized dianhydrides, and the
structure—-property relationship of the resulting cPI films was
investigated. On the basis of the formation of hydrogen bonds
derived from amide groups, the CTE values could be reduced
effectively and the presence of trifluoromethyl or cyclohexyl
group ensured sufficient optical transparency. Besides this, the
heat resistance and mechanical performance of the as-syn-
thesized cPI films were evaluated.

2. Experimental
2.1 Materials

Trimellitic anhydride chloride (TMAC), acetic anhydride and
4-nitrophthalic acid were purchased from SaEn Chemical
Technology Co. Ltd. Pyridine and p-phthaloyl dichloride were
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supplied by Shanghai Aladdin Biochemical Technology Co.
Ltd. The solvents including toluene, dichloromethane
(CH,Cl,), ethanol, acetonitrile (CH;CN), tetrahydrofuran (THF)
and N,N-dimethylacetamide (DMAc) were obtained from
Tianjin Fuyu Fine Chemical Co. Ltd. Acetic anhydride was pro-
cured from Sinopharm Chemical Reagent Co. Ltd. trans-1,4-
Diaminocyclohexane (t-CHDA) was bought from Regent
Science Industry Co. Ltd and purified by sublimation before
use. The catalyst Pd/C (10%) was purchased from Shanxi Kaida
Chemical Co. Ltd. 2,2"-Bis(trifluoromethyl)benzidine (TFDB)
was provided by Changzhou Sunlight Pharmaceutical Co. Ltd
and was further sublimated for purification.

2.2 Measurements

Fourier-transform infrared (FTIR) spectra were recorded on a
Bruker Vertex 70 FTIR spectrometer. A Rigaku wide-angle X-ray
diffractometer (D/max 2500 PC) with Cu Ka radiation (1 =
1.5418 A) was utilized to obtain wide-angle X-ray diffraction
(WAXD) patterns. The parameter 20 was measured in the range
of 5-50°. Dynamic mechanical analysis (DMA) was performed
using a TA Instruments DMA Q800 with a heating rate of 10 °C
min~'. Thermomechanical analysis (TMA) was conducted on a
TMA Q400 instrument with a heating rate of 5 °C min™" in a
nitrogen flow to examine the CTE in the range from 50 to
250 °C. Prior to starting the measurement, the samples were
firstly heated to 250 °C to eliminate the residual stress.
Mechanical properties were evaluated at room temperature
using an Instron 1121 universal testing apparatus with a cross-
head speed of 5 mm min~". In this case, the Young’s modulus
(E.), maximum tensile strength (¢,,) and elongation at break
(en) were calculated as the average over five strips for each
group of samples. The thermal properties were determined by
thermogravimetric analysis (TGA, PerkinElmer) with a heating
rate of 10 °C min~" under N, in the temperature range from 50
to 800 °C. The in-plane (nrg, transverse electric mode) and out-
of-plane (nry, transverse magnetic mode) refractive indices
were measured at a wavelength of 632.8 nm by a prism coupler
(Metricon 2010). Color intensity and optical transmittance
were evaluated with a CM-3600A spectrophotometer (Konica
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Scheme 1 Synthetic routes to three dianhydride monomers: (a) AMDA; (b) IAMDA; (c) p-DAMDA.
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Minolta) and a UV-2550 spectrophotometer (Shimadzu),
respectively. The inherent viscosity of PAAs was measured at a
concentration of 0.5 ¢ dL™' in DMAc at 30 °C. The molecular
weight of cPI films was measured by gel permeation chromato-
graphy (GPC) in DMF.

2.3 Synthesis of dianhydride monomers

The amide-containing dianhydride monomers were syn-
thesized on the basis of the reactions displayed in Scheme 1.

4-Aminophthalic acid. Under hydrogen atmosphere,
4-nitrophthalic acid (100 g, 0.4736 mol) was dissolved in THF
(2.5 L) and the mixture was stirred vigorously in the presence
of Pd/C (10 g) for 24 h at room temperature. Afterwards, the
catalyst Pd/C was removed by filtration and the solution was
concentrated under reduced pressure to afford off-white solid
(98 g, 98%) that was vacuum-dried at 50 °C for 24 h. "H NMR
(300 MHz, DMSO): 6 = 12.44 (s, 2H), 7.53 (d, J = 8.5, 1H),
6.61-6.48 (m, 2H), 6.01 (s, 2H).

AMDA. To a solution of TMAC (10.5285 g, 0.05 mol) dis-
solved in DMAc/CH;CN (30 g/10 g) was added 4-aminophthalic
acid (9.0575 g, 0.05 mol) at room temperature. After stirring
for 15 h, the solution was filtered to obtain a white solid
(13.35 g, yield: 75%) washed by CH,Cl,. The obtained white
product was added to a mixture of Ac,O (38.36 g, 0.3758 mol)
and toluene (100 g) that was refluxed at 120 °C for 5 h. After
cooling to room temperature, the solution was filtered to
obtain the target product AMDA (8.8 g, yield: 70%, m.p. =
220 °C) that was dried under vacuum at 160 °C for 10 h. 'H
NMR (400 MHz, DMSO): 6§ 11.31 (s, 1H), 8.64 (s, 1H), 8.54-8.49
(m, 2H), 8.27 (d, J = 8.0, 2H), 8.12 (d, J = 8.3, 1H). *C NMR
(101 MHz, DMSO): § 164.2, 163.2, 162.7, 162.6, 162.5, 145.6,
140.5, 135.8, 134.1, 132.8, 131.7, 126.7, 126.6, 125.6, 125.5,
124.3, 115.3. FTIR (KBr, cm™'): 3363 (-NH- stretching), 1849
(asym C=O0O stretching from the moiety -CO-O-CO-), 1774
(sym C=O stretching from the moiety -CO-O-CO-), 1688
(C=0 stretching from the moiety ~-CONH-), 1534 (-NH-
bending vibration).

IAMDA. To a solution of TMAC (2.1057 g, 0.01 mol) in a
mixed solvent of DMAc/CH;CN (5 g/50 g) was added 4-ami-
nophthalic acid (3.623 g, 0.02 mol). The reaction mixture was
stirred for 48 h at 60 °C and then a white solid product
(3.79 g, yield: 71%) was obtained by filtration. Afterwards, the
obtained white powder was blended with Ac,0 (7.21 g,
0.07 mol) and toluene (50 g) thoroughly. After stirring for 5 h
at 120 °C, the solution was cooled down to room temperature
and then was filtered to obtain white product (2.76 g, yield:
82%, m.p. = 298 °C) that was vacuum-dried at 160 °C for
10 h. '"H NMR (300 MHz, DMSO): § 11.31 (s, 1H), 8.64 (s, 1H),
8.56-8.49 (m, 2H), 8.33-8.26 (m, 2H), 8.21 (dd, J = 12.8, 4.5,
2H), 8.12 (dd, J = 8.2, 1.7, 2H). *C NMR (101 MHz, DMSO): §
165.7, 165.6, 164.4, 163.2, 162.6, 145.7, 139.5, 138.3, 135.0,
134.2, 133.9, 132.7, 132.3, 131.7, 130.1, 126.7, 126.5, 126.1,
125.4, 124.1, 123.0, 122.8, 115.3. FTIR (KBr, cm™'): 3370
(-NH- stretching), 1855 (asym C=O stretching from the
moiety -CO-O-CO-), 1781 (sym C=O stretching from the
moiety -CO-O-CO-), 1729 (C=0O stretching from the moiety
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-CO-N-CO-), 1680 (C=O stretching from the moiety
—-CONH-), 1545 (-NH- bending vibration), 1354 (-C-N-C-
stretching of imide ring).

Pp-DAMDA. To a solution of p-phthaloyl dichloride (4.0604 g,
0.02 mol) dissolved in DMAc/THF (30 g/30 g) was added 4-ami-
nophthalic acid (7.246 g, 0.04 mol) and the mixture was stirred
vigorously for 24 h at room temperature before the white solid
product (8.4 g, yield: 85%) was separated from the solvent by
filtration and evaporation under reduced pressure. The col-
lected white product was refluxed with Ac,O (8.7 g, 0.085 mol)
and toluene (60 g) at 120 °C for 5 h, after which the white
product (6.1 g, yield: 78%, m.p. = 393 °C) was obtained by fil-
tering and was dried under vacuum at 160 °C for 10 h. 'H
NMR (400 MHz, DMSO): § 11.31 (s, 1H), 8.64 (s, 1H), 8.54-8.49
(m, 2H), 8.27 (d, J = 8.0, 2H), 8.12 (d, J = 8.3, 1H). >C NMR
(101 MHz, DMSO): § 165.6, 163.3, 162.7, 146.2, 136.7, 132.6,
128.3, 126.7, 126.4, 125.0, 115.3. FTIR (KBr, cm™"): 3374 (-NH-
stretching), 1841 (asym C=0O0 stretching from the moiety -CO-
0-CO-), 1774 (sym C=O stretching from the moiety -CO-O-
CO-), 1664 (C=O stretching from the moiety -CONH-), 1544
(-NH- bending vibration).

2.4 Synthesis of cPI films

A series of transparent PAAs were fabricated from the reaction
of dianhydrides and diamines as shown in Scheme 2. The cPI
films were successfully afforded via chemical or thermal imidi-
zation of PAA films. Concerning the TFDB-based cPI films,
taking AMDA/TFDB as an example, AMDA (2.3607 g,
0.007 mol) was added to a solution of TFDB (2.2416,
0.007 mol) dissolved in DMAc (18.40 g) and the mixture was
continuously stirred for 24 h under nitrogen atmosphere at
room temperature. Subsequently, acetic anhydride (7.1463 g,
0.07 mol) and pyridine (5.537 g, 0.07 mol) were slowly added
into the PAA. After stirring adequately for 24 h, the reactive
mixture was diluted with DMAc (30 g) and then slowly poured
into a great quantity of anhydrous ethanol to produce a
fibrous white resin that was dried in vacuum for 10 h at
100 °C. The transparent and clear solution was prepared by
redissolving the dried cPI resin into the solvent DMAc (solid
content: 10%) and was cast onto a clean glass substrate by an
automatic film applicator, followed by being dried at 70 °C for
3 h in an air-convection oven and 150 °C for 2 h in a vacuum
oven. With regard to the ¢-CHDA-based cPI films, taking
AMDA/t-CHDA as an example, acetic acid (1.4412 g, 0.024 mol)
was added dropwise to a solution of +CHDA (1.3703 g,
0.012 mol) dissolved in DMAc (22 g) and the mixture was
stirred for 10 min at room temperature. Then, AMDA
(4.0042 g, 0.012 mol) was put into the reaction system in order
to polymerize with ~CHDA. After stirring for 24 h at room
temperature, the afforded colorless PAA was cast onto a clean
glass substrate by an automatic film applicator and dried at
70 °C for 3 h in an air-convection oven before the precursor
films underwent thermal imidization in vacuum with a pro-
grammed temperature procedure of 100 °C (0.5 h)/150 °C
(0.5 h)/200 °C (0.5 h)/250 °C (1 h).

This journal is © The Royal Society of Chemistry 2021
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Scheme 2 Synthesis of poly(amic acid)s (PAAs) and polyimides.

3. Results and discussion
3.1 Structural characteristics of dianhydride monomers

As shown in Scheme 1, three novel dianhydride monomers
were synthesized through a three-step procedure involving
hydrogenation under high pressure, amidation reaction, and
dehydration with acetic anhydride. The structural characteriz-
ation of the dianhydride monomers was realized from mass
spectra, 'H NMR spectra, ">C NMR spectra (Fig. S1-S9) and
FTIR spectra. The signal of proton derived from amide group
(6 = 11.31 ppm) was observed in the 'H NMR spectra for
AMDA, IAMDA and p-DAMDA, while the signal of carboxylic
acid protons was absent from 'H NMR spectra, implying the
completion of both amidation and dehydration. From the
FTIR spectra of the dianhydride monomers (Fig. S167), the
-NH- stretching of amide group was located at 3363 cm™" for
AMDA, 3370 cm™" for IAMDA and 3374 cm™' for p-DAMDA.
Furthermore, the C=O stretching and -NH- bending
vibrations in amide group were observed in the range of
1688-1664 cm ™" and 1534-1545 cm™ ", respectively. The results

This journal is © The Royal Society of Chemistry 2021
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indicated the amide group was successfully incorporated
within the dianhydride monomers. Unlike the other two dia-
nhydrides, IAMDA has an imide ring so that the characteristic
peaks of C-N-C stretching and C=O stretching could be
observed at 1354 cm™' and 1729 cm™!, respectively.
Additionally, for the three dianhydride monomers, the asym-
metrical and symmetrical stretching of carbonyl group from
the -CO-O-CO- moiety were located in the range of

1841-1855 cm ™" and 1774-1781 cm ™, respectively.

3.2 Synthesis and structural characteristics of the cPI films

A series of amide-bridged cPI films were synthesized via a tra-
ditional two-step method. It was noteworthy that gelation
occurred at the PAA stage when p-DAMDA was added to a solu-
tion of ¢-CHDA dissolved in DMAc, even in the presence of
acetic acid, benzoic acid or bromoacetic acid. The number-
average molecular weight (M,) and weight-average molecular
weight (M,,) of AMDA/TFDB were 25.5 x 10* g mol™" and 36.0 x
10* g mol ™", respectively (Table S11). Analogously, M,, and M,,
of JAMDA/TFDB were 22.1 x 10* ¢ mol™* and 32.9 x 10* g

Polym. Chem., 2021,12, 5364-5376 | 5367
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Fig. 1 FTIR spectra of the cPI films: (a) AMDA/TFDB; (b) AMDA/t-CHDA.

mol ™', respectively. Moreover, AMDA/TFDB and IAMDA/TFDB
had low polymer dispersity index (PDI) of 1.40 and 1.48,
respectively. The results elucidated that both AMDA/TFDB and
IAMDA/TFDB presented with high molecular weight and
narrow molecular weight distribution. Along with this, the
inherent viscosity (7i,) of AMDA/TFDB and IAMDA/TFDB was
1.93 dL ¢™! and 1.80 dL g™, respectively. The other cPI films,
including p-DAMDA/TFDB, AMDA/-CHDA and IAMDA/
t-CHDA, showed poor solubility in DMF. Therefore, the
inherent viscosity of PAAs was measured to evaluate the mole-
cular weight. Three kinds of PAAs had relatively high mole-
cular weight with inherent viscosity in the range of 0.56-1.20
dL g™ (Table S21).

The structure of colorless polyimides was determined from
their FTIR spectra. With respect to AMDA/TFDB (Fig. 1a), the
formation of imide ring was supported by the presence of the
characteristic peak at 1350 cm ™" that was attributed to C-N-C
stretching. Besides, the typical absorption peaks at 1780 cm™"
and 1719 ecm™" were assigned to the asymmetrical and sym-
metrical stretching vibration of carbonyl group (C=O0) from
the imide ring, respectively. Meanwhile, the broad absorption
band at 3346 cm™' corresponded to the -NH- stretching of
amide group for which the C=O stretching band was located
at 1613 ecm™" and 1536 cm™".>* Moreover, the strong absorp-
tion peak at 1305 cm™" was assigned to C-F stretching.’” For
AMDA/t-CHDA (Fig. 1b), the typical absorption peaks of phtha-
limide moiety were located at 1770 cm™' (Vggm C=0),
1697 em ™" (vg, C=0) and 1357 cm™' (imide, C-N-C) while
the presence of amide group was confirmed by the character-
istic peaks at 3329 cm™' (-NH- stretching) and 1614 cm™'/
1534 ecm™' (C=O stretching). Additionally, the absorption
peak at 2938 ecm ™" corresponded to methylene (-CH,-) stretch-
ing of cyclohexyl unit. The spectra of the other cPI films had
analogous characteristic peaks to those of AMDA/TFDB and
AMDA/t-CHDA. The FTIR results were as follows.

IAMDA/TFDB. 3338 cm ™" (-NH- stretching of amide group),
1782 em™" (asym C=O0 stretching of imide ring), 1720 cm™
(sym C=0 stretching of imide ring), 1615/1545 cm™" (C=0
stretching of amide group), 1350 cm™" (C-N-C stretching of
imide ring), 1305 cm™" (C-F stretching).

5368 | Polym. Chem., 2021, 12, 5364-5376
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IAMDA/t-CHDA. 3346 cm™' (-NH- stretching of amide
group), 2938 cm™" (-CH,~ stretching), 1770 cm™" (asym C=0
stretching of imide ring), 1697 cm™" (sym C=O0 stretching of
imide ring), 1615/1537 ecm™" (C=0 stretching of amide group),
1354 cm™" (C-N-C stretching of imide ring).

p-DAMDA/TFDB. 3334 cm™' (-NH- stretching of amide
group), 1778 cm™' (asym C=O stretching of imide ring),
1713 cm™' (sym C=O stretching of imide ring), 1611/
1534 cm™' (C=O0 stretching of amide group), 1346 cm™" (C-N-
C stretching of imide ring), 1305 ecm™" (C-F stretching).

3.3 Optical properties of the cPI films

Optical performances are well known to be of vital importance
for cPI films as cover windows, touch sensor panels or sub-
strates of OLED displays, and were herein characterized by
optical transmittance at a wavelength of 550 nm (750 nm), cut-
off wavelength (Acucofr), turbidity (haze) and yellowness index
(YD). As shown in Fig. 2, the cPI films exhibited high optical
transmittance (Tsso nm > 85%), especially AMDA/TFDB and
AMDA/¢t-CHDA that had Ts59 i, value of 87%. The cut-off wave-
length of the cPI films was located in the range of
380-391 nm. For the same polymer backbone, the cPI film pre-
pared by means of chemical imidization presented a smaller
Adeutofe Value than that prepared by thermal imidization
(Table 1). The color intensity of these cPI films is summarized
in Table 1. All of the cPI films showed high L* value (>94)
implying excellent lightness, and had »* values in the range of
1.84-5.48 indicating light coloration and good transparency.>®
Additionally, these films had small and negative a* values
indicating the presence of a greenish tinge,’” and showed rela-
tively low haze values in the range of 0.39-1.37. The optical
transparency, degree of coloration and turbidity of the cPI
films were strongly affected by the chemical structure of polyi-
mide chains wherein the inter- and intramolecular charge
transfer interaction could lead to a new absorption band in
the visible light region.*® In consideration of steric hindrance
and inductive effects, the incorporation of bulky trifluoro-
methyl group (-CF;) and cyclohexyl group contributed to per-
turbing inter- and intramolecular CTC formation and thus

This journal is © The Royal Society of Chemistry 2021
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Fig. 2 UV-visible transmission spectra and images of the cPI films.
Table 1 Optical properties of the as-synthesized cPI films
Polymer Imidization method® Thickness (pm) Acut-ofe (NM) Ts50 nm (%) Haze A a* b* YI
AMDA/TFDB C 25 386 87 0.71 94.70 —0.66 2.48 4.29
T 25 391 87 0.39 95.00 —0.62 2.02 3.43
AMDA/t-CHDA T 26 382 87 0.60 94.87 —0.43 1.84 3.24
p-DAMDA/TFDB T 22 390 86 0.88 94.16 -1.38 4.53 7.65
IAMDA/TFDB C 28 380 85 1.37 94.65 —0.86 2.61 4.40
T 28 391 85 0.97 94.44 -1.83 5.48 9.06
IAMDA/t-CHDA T 21 386 86 1.26 94.68 -1.08 2.91 4.80

“C: Chemical imidization; T: thermal imidization. ” Color parameters are calculated based on the CIE LAB equation. L* represents the lightness
where 100 means white and 0 indicates black. Positive a* and b* values imply red color and yellow color, respectively, whereas negative a* and b*
values refer to green color and blue color, respectively. YI indicates the yellowness index.

gave rise to the high optical performance of the as-synthesized
cPI films.

3.4 Thermal dimensional stability of the cPI films

The outstanding dimensional stability of cPI films at elevated
temperature is absolutely necessary to keep OLED devices
functioning well. Herein, the CTE values were measured by
TMA and the impact of the amide group on the CTE values of
the cPI films was investigated. As shown in Fig. 3, the CTE
values of the as-synthesized cPI films are in the range of

- —— AMDA/TFDB (C)
g 601 —— AMDA/TFDB (T)
= ——— AMDA/t-CHDA (T)
o —— p-DAMDA/TFDB (T)
S 40 ——'AvDATFDB ()
< —— IAMDA/TFDB (T)
2 —— IAMDA/t-CHDA (T)
K
2
S 20-
£
a

0

50 100 150 200 250

Temperature (°C)

Fig. 3 Dimension changes of the cPl films as a function of
temperature.

This journal is © The Royal Society of Chemistry 2021

5.2-11.9 ppm K, suggesting that a relatively high degree of
in-plane orientation took place within the films. To evaluate
the in-plane orientation of cPI films, the optical birefringence
values (An) were calculated with the help of in-plane (nyg,
transverse electric mode) and out-of-plane (nyy, transverse
magnetic mode) refractive indices. As depicted in Table 2, the
chemically imidized AMDA/TFDB had the highest birefrin-
gence value (An = 0.1363) of all the as-synthesized cPI films,
which conformed well to the lowest CTE (5.2 ppm K ).
Comparatively, the other cPI films had lower An values at
around 0.1 that were basically in accord with the relatively
high CTE results. As a matter of fact, the in-plane orientation

39-43 and

is highly susceptible to structural linearity/stiffness
4443 (7 e., hydrogen bonds). Therefore, geo-
metry optimization was conducted using Chemdraw 3D under
a MM2 force-field module to obtain the steric structure of the
as-synthesized dianhydrides.”® The backbone angles of the dia-
nhydrides were observed to be in the range of 150-170° (Fig. 4)
and the structural linearity decreased in the order of AMDA >
IAMDA =~ p-DAMDA. That is to say, the AMDA-containing cPI
films showed much better structural linearity of molecular
chains than the cPI films involving IAMDA or p-DAMDA. As a
result, the chemically imidized AMDA/TFDB exhibited lower
CTE value at 5.2 ppm K™ " than that of IAMDA/TFDB (10.2 ppm
K™"). Nevertheless, the thermally imidized TFDB-based cPI
films showed distinctly decreased CTE values in the order of
IAMDA/TFDB > AMDA/TFDB > p-DAMDA/TFDB, which did not
completely coincide with the structural linearity. To begin

intermolecular force
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Table 2 Refractive indices and CTE values of homopolymers
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b

Polymer Imidization method“ Ny N Nay An CTE® (ppm K1)
AMDA/TFDB C 1.6805 1.5442 1.6363 0.1363 5.2

T 1.6612 1.5571 1.6272 0.1041 9.0
AMDA/t-CHDA T 1.6877 1.5899 1.6557 0.0978 11.3
p-DAMDA/TFDB T 1.6666 1.5493 1.6284 0.1173 8.7
IAMDA/TFDB C 1.6823 1.5836 1.6500 0.0987 10.2

T 1.6808 1.5819 1.6485 0.0989 10.3
IAMDA/t-CHDA T 1.6832 1.5899 1.6526 0.0933 11.9

@(C: Chemical imidization; T: thermal imidization. ® 7y and npy were measured at 632.8 nm; 7., = [(2nrs” + nTMZ)/C‘a]l/ 2 AN = Ny —

values were measured in the temperature range of 50-250 °C.

Fig. 4 Optimized structures of (a) AMDA, (b) p-DAMDA, and (c) IAMDA.

with, the CTE value of p-DAMDA/TFDB at 8.7 ppm K was
lower than that of the IAMDA/TFDB counterpart (10.3 ppm
K™") although the two dianhydrides in the cPIs presented ana-
logous structural linearity. Next, the AMDA/TFDB film had far
greater structural linearity than p-DAMDA/TFDB, but it showed
a slightly higher CTE value at 9.0 ppm K~ than p-DAMDA/
TFDB. The results could be explained by the fact that the
number of amide groups (-CONH-) within p-DAMDA/TFDB
was nearly twice more than within IAMDA/TFDB and AMDA/
TFDB so that the former had a much greater opportunity to
form hydrogen bonds between adjacent molecular chains in
comparison with the latter. Moreover, the CTE value of the
thermally imidized -CHDA-based cPI films was examined. The
CTE values of AMDA/t-CHDA and IAMDA/t-CHDA were
11.3 ppm K and 11.9 ppm K, respectively, aligning with
the structural linearity order of AMDA/{-CHDA > IAMDA/
t-CHDA.

In addition to structural linearity, the formation of hydro-
gen bonding between adjacent molecular chains was another

5370 | Polym. Chem., 2021, 12, 5364-5376

Rram. € CTE

crucial factor for suppressing the thermal expansion behavior
and reducing CTE value. Herein, a series of cPI films with
various connecting groups (C=0, -O-, -COO- and so forth) in
the molecular chains were prepared and compared with
amide-bridged cPI films to investigate how the amide group
affected the dimensional change behavior. Fig. 5a shows the
CTE results of TFDB-based cPI films. From the viewpoint of
structural characteristics, the s-BPDA/TFDB film with a rigid-
rod backbone contained no connecting group and exhibited a
relatively low CTE value of 14 ppm K™, whereas the incorpor-
ation of some flexible linkages (i.e., -C(CF3),-, C=0, -O-)
resulted in a significant increase in the CTE value, such as
56 ppm K~ ' for 6FDA/TFDB, 49 ppm K for BTDA/TFDB, and
66 ppm K™ ' for ODPA/TFDB. Analogously, it was previously
reported®® that TPDA/TFDB has a CTE value of 37 ppm K™,
lower than those of films involving flexible connecting groups,
such as 73 ppm K™' for HQDA/TFDB. In short, incorporating
flexible linkages within the totally rigid s-BPDA/TFDB and
TPDA/TFDB was generally unfavorable for reduction of CTE
value. Nevertheless, in our study, the incorporation of amide
group (-CONH-) was found to effectively reduce the CTE to a
level below 10 ppm K™ (Fig. 5a). For instance, p-DAMDA/TFDB
presented a CTE value almost four times lower than that of the
TPDA/TFDB counterpart. Meanwhile, the CTE values of amide-
bridged cPI films were much less than those of the other cPI
films involving flexible connecting groups, suggesting both the
great linearity of molecular backbone and formation of hydro-
gen bonds had a positive effect on the chain alignment. In par-
ticular, it was observed that PAHP/TFDB and p-DAMDA/TFDB
had almost the same linearity of molecular chains but exhibi-
ted remarkably different dimension changes. PAHP/TFDB had
a much higher CTE value of 29.3 ppm K™' than that of
p-DAMDA/TFDB (8.7 ppm K™'), which confirmed the validity
of hydrogen bonding; that is, the replacement of an ester
linkage with an amide group was of great benefit to the CTE
reduction of cPI films. Moreover, PAHP/TFDB exhibited a
turbid appearance and poor mechanical performance since a
high level of crystallization occurred during the process of
thermal imidization (Fig. S10t). Research on the comparison
of -CHDA-based cPI films showed similar results as depicted
in Fig. 5b. The introduction of flexible connecting groups
(-C(CF3),-, C=0, -O-) led to a significant increase of CTE
value exceeding 40 ppm K and thus caused serious deterio-

This journal is © The Royal Society of Chemistry 2021
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Fig. 5 Comparison of CTE values for (a) TFDB-based cPlI films and (b) t-CHDA-based cPI films.

ration of thermal dimensional stability, whereas the amide-
bridged cPI films had low CTE values rivalling those of
s-BPDA/t-CHDA and TPDA/t-CHDA.

To reveal the formation of hydrogen bonding, a series of
copolyimide films (Co-PIs) were synthesized from the reaction
of diamine (TFDB) and two dianhydrides (6FDA and AMDA)
via the chemical imidization. Fig. 6 shows the FTIR spectra of
the Co-PIs. With an increase in the AMDA content, the band
positions of the asymmetrical and symmetrical carbonyl
(C=0) stretching in the imide ring shifted from 1787.2 cm™"
and 1726.4 cm ™" to 1779.9 ecm ™' and 1719.7 em™?, respectively.
The results suggested a red shift of the C=0O band occurred
with the incorporation of amide groups, which has been pre-
viously reported® to take place upon the formation of hydro-
gen bonds. This confirmed the presence of hydrogen bonding
(-C=0-:-NH-) between the C=O groups of the imide rings
and N-H units of the amide group (Scheme 3a). Concurrently,
the characteristic peak of C=O stretching of the amide group
was shifted from 1616.7 cm™' to 1613.3 c¢cm ', indicating
another hydrogen-bonding formation (Scheme 3b) caused by

0:100 (6FDA/TFDB) |,
SN\

2575 178720 \i/ 47264,
: |

50:50

i
i

100:0 (AMDA/TFDB)

Transmittance

il : ;
1779.9 ~=~1719.7 1613.3
2000 1800 1600 1400

Wavenumber (cm™)

Fig. 6 FTIR spectra of copolyimide films based on dianhydride (AMDA
and 6FDA) and diamine TFDB. (The molar ratio of AMDA/6FDA = 0/100;
25/75; 50/50; 75/25; 85/15; 100/0.)

This journal is © The Royal Society of Chemistry 2021

the interaction between two amide groups. Besides this, the
dimensional change behavior of Co-PIs was further examined
and the results are displayed in Fig. 7. As the AMDA content
was increased, the CTE value obviously reduced from 56 ppm
K™ to 15 ppm K ' while very good optical transmittance
(>87%) and high T, value (>340 °C) were well preserved
(Table S3, Fig. S11-S13f). It turned out that two kinds of
hydrogen bonds were indeed present between adjacent mole-
cular chains due to the incorporation of amide groups and
further performed a critical role in the reduction of the CTE
values.

3.5 Thermal properties of the cPI films

As shown in Fig. 8a, the cPI films exhibited a drastic reduction
in the storage modulus (E') around 300 °C, indicating the
appearance of obvious glass transition  behavior.
Correspondingly, the T, values of cPI films were observed in
the range of 333-356 °C (Fig. 8b). In general, the glass tran-
sition behavior of polyimide films depends on the rigidity and
linearity of main chains coupled with intermolecular force.
The incorporation of bulky -CF;- and nonplanar cyclohexyl
groups could cause a significant increase in the distance
between the adjacent molecular chains and largely weaken the
intermolecular force, which was supported by the broad diffr-
action peak obtained from WAXD patterns (Fig. S147). In spite
of this, the as-synthesized cPIs were equipped with highly
rigid and linear molecular chains, which was of benefit to
strengthening the intermolecular force and resulting in a
decrease in the T, value. Additionally, the presence of hydro-
gen bonds between adjacent molecular chains exerted a posi-
tive effect on the enhancement of the T, value.

The thermal decomposition behavior of the cPI films was
examined using TGA in the temperature range of 50-800 °C
and was characterized by the 5% weight loss temperature
(T4s9) and the residual weight percentage at 800 °C (R,,). From
the TGA curves (Fig. 9), the Tgs¢, value of the cPI films was
observed in the range of 456-502 °C and the major thermal
decomposition occurred in the temperature region of
450-650 °C, suggesting great thermal stability. Additionally,
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Scheme 3 Hydrogen-bonding formation: (a) between the C—=0O moiety of the imide ring and the N—H unit of the amide group; (b) between two

amide groups.
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Fig. 7 CTE value of the copolyimide films (6FDA/AMDA/TFDB) as a
function of AMDA content.

the TFDB-based cPI films (AMDA/TFDB, p-DAMDA/TFDB,
IAMDA/TFDB) had a relatively high char yield (R, > 49%),
whereas the -CHDA-based cPI films, including AMDA/t-CHDA
and IAMDA/t-CHDA, exhibited R,, values lower than 26%,
which was mainly attributed to the inferior thermal stability of
the alicyclic units.***”

3.6 Mechanical properties of the cPI films

The mechanical properties of cPI films are summarized in
Table 3. The tensile strength, tensile modulus and elongation
at break of cPI films were in the ranges of 144-193 MPa,

5372 | Polym. Chem., 202,12, 5364-5376

1.8-3.9 GPa, and 9.0%-46%, respectively. Particularly, the
chemically imidized cPI films exhibited tensile strength and
flexibility much higher than that of thermally imidized cPI
films. Taking AMDA/TFDB as an example, the AMDA/TFDB(T)
film had less ductility (e, = 10%) and lower tensile strength
(6m = 164 MPa) than the AMDA/TFDB(C) counterpart, the
elongation at break and tensile strength of which were 29%
and 193 MPa, respectively (Fig. S151). Generally, the mechani-
cal performance of the cPI films correlated with an aggregated
structure.”® The chemically imidized cPI films displayed a
much higher degree of imidization than the thermally imi-
dized cPI films resulting in dense stacking and greater chain
entanglement, which was beneficial to improving the mechan-
ical performance. To sum up, the cPI films, especially the two
AMDA/TFDB(C) and IAMDA/TFDB(C) films, had superior
tensile strength and sufficient flexibility for application as
cover windows, touch sensor panels or substrates in the field
of OLED displays.

To evaluate the overall performance of the as-synthesized
cPI films, comparisons were made of optical transmittance, Ty
and CTE value between the amide-bridged cPI films in our
work and other conventional TFDB- or t-CHDA-based cPI films
and the results are plotted in Fig. 10. As we can see, the optical
transmittance and T, value of most conventional TFDB- or
t-CHDA-based cPI films range from 83% and 245 °C to 90%
and 344 °C, respectively, indicating good optical performance
and great heat resistance. Despite this, those films still had
high CTE values reflecting the poor thermal dimensional stabi-
lity. In contrast, amide-bridged cPI films embodied the fea-
tures of high optical transmittance, great heat resistance and

This journal is © The Royal Society of Chemistry 2021
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superior dimensional stability at elevated temperature,
especially 5.2 ppm K' for AMDA/TFDB(C), which exceeded
that of conventional TFDB-based cPI films. It is concluded that
the overall performance of the amide-bridged films was much
better than that of the conventional TFDB- or ¢-CHDA-based
cPI film counterparts due to the introduction of amide
linkages.

4. Conclusion

Three novel dianhydride monomers involving amide groups
were synthesized and further reacted with various diamines to
afford a series of cPI films. By virtue of high linearity of main
chains and formation of hydrogen bonds derived from amide

Table 3 Thermal and mechanical properties of the as-synthesized cPlI films

Polymer Imidization method” T, (°C Tis, (°C Ry, (% om (MPa e (% E, (GPa
Yy g
AMDA/TFDB C 333 502 53.6 193 £17.0 29 +9.8 3.9+0.9
T 356 482 51.6 164 +15.7 10+ 1.7 2.6 £0.7
AMDA/t-CHDA T 350 456 25.8 153 £11.8 9.0 £ 2.6 3.2+0.3
p-DAMDA/TFDB T 334 457 50.9 155 +10.4 13 +£5.3 3.0+1.1
IAMDA/TFDB C 344 492 52.7 170 £ 9.6 46 + 7.2 3.5+0.5
T 345 483 49.0 144 +22.8 13+1.3 1.8+0.3
IAMDA/t-CHDA T 354 457 21.3 148 £ 14.2 12 + 3.6 2.0+0.3
“(C: Chemical imidization; T: thermal imidization.
i N 7 G6FDAITFDB
904 et (@) 2 aene 3504 W (b) |+ s-sPDATFDB
N \% |4 BTDATFDB Nk & (4 BTDATTFDB
N PN % ODPATFDB N = ODPATFDB
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Fig. 10 The relationship between the (a) optical transmittance (Tsso nm) and CTE values and between (b) glass transition temperature (Tg) and CTE

values of TFDB-based and t-CHDA based cPI films.
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groups, the cPI films exhibited low CTE values (<15 ppm K %),
excellent optical performance (Ts50 nm > 85%), great heat resis-
tance (T, > 300 °C) and sufficient mechanical performance. Of
all the as-synthesized cPI films, chemically imidized AMDA/
TFDB exhibited the optimal results combining thermal pro-
perties with optical performance. To be specific, the AMDA/
TFDB(C) film had high optical transmittance of 87% at
550 nm, ultra-low CTE value of 5.2 ppm K" and high 7, value
of 333 °C. In addition, AMDA/TFDB(C) showed high tensile
strength of 193 MPa and great flexibility (e, = 29%). The
results proved that the incorporation of amide groups within
polyimide chains led to a significant improvement of thermal
and mechanical properties. Therefore, the as-synthesized cPI
films are promising for application as cover windows, touch
sensor panels or substrates in the field of OLED displays.
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