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High Young’s modulus carbon fibers are fouling
resistant with fast-scan cyclic voltammetry†

Yuxin Li, Collin M. Fleischer and Ashley E. Ross *

We report evidence that high Young’s modulus carbon-fibers resist

detrimental chemical fouling at their surface similarly to carbon

nanotube fibers with fast-scan cyclic voltammetry. This provides a

new method for stable monitoring of neurochemicals like seroto-

nin, without the need to purchase costly carbon nanotube micro-

fibers or perform complicated electrode immobilizations.

Fouling is a ubiquitous issue that can greatly undermine the
sensitivity and stability of biosensor performance. This paper char-
acterizes the use of high Young’s modulus carbon-fibers for fouling
resistant detection with fast-scan cyclic voltammetry (FSCV). FSCV is
an electrochemical technique widely used to detect neurotransmit-
ters in the brain.1 Carbon-fiber microelectrodes are the primary
electrodes used with FSCV due to their small size and excellent
electrochemical properties; however, traditional carbon-fibers can be
susceptible to fouling. Chemical fouling can occur from irreversible
adsorption of the target analyte or of electropolymerization products
on the electrode which ultimately cause significant loss in sensitivity
and unstable measurements over time. Electrode surfaces which are
capable of resisting chemical fouling have been developed for the
electrochemical analysis field for some time.2–4 Carbon nanotube
(CNT)-based materials, highly-ordered pyrolytic graphite (HOPG),5

and boron-doped diamond (BDD)4,6 are prominent fouling-resistant
materials in electroanalysis. A few reports have used BDD electrodes
with FSCV; however, to date, BDD electrodes have not been well-
adopted across the field.6,7 Likewise, major advancements in the
understanding of dopamine electrochemistry and fouling resistance
at CNT-based electrodes with FSCV have been made;8–10 however,
widespread adoption of CNT materials for neurochemical detection
with FSCV has not been established yet. Here, we demonstrate that
high Young’s modulus carbon-fibers exhibit resistance to chemical
fouling, just as well as CNT-fiber electrodes. This approach provides
a new method for fouling resistant detection with FSCV and beyond.

By using a traditional carbon-fiber, without needing additional
modifications or costly nanomaterials, we expect that this approach
will be more widely adopted by the FSCV field, and more broadly to
the electroanalysis field.

The mechanism of fouling resistance on materials has been well
investigated for several years.2,11,12 Several reports have demon-
strated significant attenuation of the effects of serotonin fouling
on CNT-based materials with FSCV.10,13,14 We recently published
a detailed investigation on the extent to which the degree of
surface disorder impacts serotonin fouling on CNT-fiber based
electrodes.10 In summary, we showed that CNT-fibers which were
low in surface disorder do resist chemical fouling like previously
described; however, CNT-fibers which were purposefully functiona-
lized were not resistant to chemical fouling. Despite this under-
standing, access to CNT microfibers can be limiting because they
are not often commercially available in the diameters needed to
make microelectrodes for FSCV. The diameters used for FSCV
range from 5–10 mm. Using smaller fibers than this is difficult to
handle for fabricating and fibers which are much larger often
exhibit high capacitive current due to the fast scan rates. Often-
times access to CNT-fibers of the correct size requires specific
collaborations with groups who specialize in synthesizing CNT-
based materials or customizing an order which can be quite
costly.15 These limitations may, in part, be responsible for the lack
of widespread use of CNT-fibers for neurochemical detection.

Immobilizing polymers or carbon nanomaterials on the surface
of carbon-fibers has been extensively used to design fouling-resistant
sensors.14,16–18 For example, Nafion is often used to coat carbon-
fibers to reduce detrimental fouling from analytes such as serotonin
with FSCV.17 Additionally, composites of Nafion with poly(3,4-
ethylenedioxythiopene) (PEDOT) have been electropolymerized onto
the surface of carbon-fibers to improve the effects of biofouling.16

Carbon nanomaterial-modified carbon-fiber surfaces have also been
used to reduce fouling.14,18 Although these strategies are effective,
they often require lengthy fabrication steps and are not always
robust. We show a cost-effective and robust carbon-fiber which
exhibits similar fouling-resistant properties as CNT electrodes but
don’t require time-consuming electrode modifications.
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Young’s modulus is a mechanical property that defines the
stiffness of the material. In order to produce carbon-fibers with
high Young’s modulus, high heat treatments during graphiti-
zation, exceeding a few thousand Celsius, are necessary. High
heat treatments during graphitization affect the crystallinity,
molecular orientation, and lower the amount of defects on the
surface.19,20 These changes in the surface are often character-
ized with Raman spectroscopy.21 Based on our previous results
demonstrating that the degree of defects on the surface impacts
fouling resistance of CNT materials,10 we hypothesized that
carbon-fibers with a high modulus could resist chemical fouling
due to lower defects on the surface. Here, we compare the
traditional carbon-fibers for FSCV detection (TS30 standard
modulus, 235 GPa) to intermediate modulus (MS40, 338 GPa),
and high modulus carbon-fibers (HS40, 427 GPa).

Raman spectroscopy and scanning electron microscopy (SEM)
were used to characterize both quantitatively and qualitatively
the surface of each fiber. Raman spectroscopy is commonly used
to analyze the degree of defects on the surface of carbon-based
materials. The ratio of the D band (Disorder peak, 1330–1350 cm�1)
and G band (graphitic peak, 1580–1590 cm�1) is used to evaluate the
degree of sp3 and sp2 hybridized carbon. High D/G ratios equates to
a higher amount of defects on the carbon surface. D/G ratios were
calculated by integrating the area of each peak and calculating the
ratio of the areas. As expected, the high modulus carbon-fiber (HS40,
Fig. 1C and Table 1) had the lowest D/G ratio. An additional peak,
the 2D band (2700 cm�1) is present in the Raman spectra for both
MS40 and HS40 fibers (Fig. 1B and C). The 2D peak represents
crystalline graphite and graphitized fibers and has been shown to
become stronger and sharper as a function of fiber modulus and
surface crystallinity.22,23 The D/G ratio for TS30-fibers are signifi-
cantly higher than HS40-fibers (One-way ANOVA, Bonferroni, p o
0.0001, n = 6) but not MS40-fibers (p = 0.0666, n = 6). This suggests
that the change in heat treatment to produce these two different
Young’s moduli did significantly impact the degree of disorder on
the surface; however, there are no significant differences between
the degree of disorder for TS30 and MS40 fibers. The D/G ratio for
the MS40-fibers are significantly higher than HS40 (One-way ANOVA,
Bonferroni, p o 0.0001, n = 6). In addition, topographical differences
were observed via SEM. The HS40-fibers were smoother than the
traditional fibers (TS30) which is likely a result from the molecular
orientation changes due to the increased heat treatments.

5-Hydroxytryptamine (5-HT, serotonin) is an important neuro-
transmitter in the brain and immune system17 and is an analyte of
interest for FSCV detection.24 Several previous papers have demon-
strated detrimental fouling by serotonin on the surface of carbon-
fibers.10,14,17 We used 5-HT as a model compound for fouling and
compared the extent to which current decreases after 25 repeated
injections at TS30, MS40, HS40, and pristine CNT-fiber (CNT-P)
electrodes (Fig. 2A–C). The waveform applied to the electrode
scanned from �0.4 V to 1.3 V at 400 V s�1. Current was normalized
to the first injection and plotted for each of the 25 injections
(Fig. 2C). Example cyclic voltammograms (CVs) are shown for both
the standard fiber (Fig. 2A) and the high modulus fiber (Fig. 2B) at
the 1st and 25th injection. On average, a loss of 45� 3% in signal by
the 25th injection was observed at TS30 fibers (Fig. 2A, n = 12). This

result is comparable to similar experiments at traditional carbon-
fibers.10,13,14 In comparison, a 31 � 3.9% loss and 26 � 3.5% loss
was observed for MS40 and HS40 fibers, respectively. The percent
loss at the 25th injection between HS40 and MS40 are not signifi-
cantly different (unpaired t-test, p = 0.3566, n = 10). A 20� 4.9% loss
in signal was observed for the CNT-P fiber electrodes (n = 6). The loss
in signal by the 25th injection was significantly different between the
CNT-P and TS30 and between HS40 and TS30 (unpaired t-test, p o
0.001). The loss in signal was not significantly different by the 25th
injection between the HS40 and CNT-P (p 4 0.05) demonstrating
that the HS40 fibers are just as good at resisting serotonin fouling as
the CNT materials. The loss in signal was also not significantly
different between the MS40 and CNT-P fibers (p 4 0.05). Despite the
similarity between CNT-P and MS40 fibers, the fouling resistance
was less robust at these fibers, with a few fibers not exhibiting
fouling resistance at all, likely because of defects on the MS40
surface. Therefore, we chose HS40 fibers as optimal for improving
fouling resistance robustly.

5-Hydroxyindoleacetic acid (5-HIAA) is a major metabolite of
serotonin and has been shown to foul the electrode surface. The
concentration of 5-HIAA in the brain is 200–1000 times higher than
5-HT therefore it is important to have electrodes which are
significantly more sensitive to 5-HT than 5-HIAA.25 Previous work
has demonstrated that Nafion coated carbon-fibers are significantly
less sensitive to 5-HIAA compared to 5-HT due to the anion-
exchange properties of the polymer.17 Here, we compared the

Fig. 1 Example Raman spectra of a standard modulus fiber (TS30, A),
intermediate modulus fiber (MS40, B), and high modulus fiber (HS40, C).
An SEM image is shown to the right of each spectra. Scale bar is 3 mm for
each image. The average D/G for each fiber-type is given in Table 1.
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current ratio for 1 mM 5-HT to 10 mM 5-HIAA for TS30, MS40 and
HS40 fibers to investigate the interaction of 5-HIAA at high
modulus fibers (Fig. 2D–F). Example voltammograms comparing
the current for TS30 and HS40 fibers are demonstrated in Fig. 2D
and E. The ratio of 5-HT to 5-HIAA current for MS40 fibers was not
significantly different than the TS30 and HS40 (One-way ANOVA,
Bonferroni, TS30 p = 0.08725, HS40 p 4 0.9999, n = 6); however, the
ratio was significantly higher for HS40 compared to TS30 (One-way
ANOVA, Bonferroni, p = 0.0238, n = 6). The average ratio of 1 mM
5-HT to 10 mM 5-HIAA current is 3.0 � 0.5 for TS30, 4.8 � 0.7 for
MS40, and 5.3 � 0.1 for HS40. This result demonstrates that HS40
fibers improved the selectivity for 5-HT over 5-HIAA by 1.8-fold.
Although HS40 are more sensitive to 5-HT, Nafion coated carbon-
fibers have previously demonstrated a 17.4 � 10.3 ratio of 5-HT
to 5-HIAA current at the same concentrations tested here.17

Despite these differences, our work was done at the traditional
FSCV waveform, not the ‘‘serotonin waveform26’’. This is signifi-
cant because the serotonin waveform is limiting, not allowing
co-detection with other analytes, and requires faster scan rates

(1000 V s�1). Our work provides evidence that you can improve
selectivity for 5-HT over 5-HIAA at the traditional FSCV waveform,
and without the need to modify the electrode surface.

Despite improvements in fouling resistance, a loss in sensitivity
was observed at high modulus carbon-fibers (Fig. 3 and Table 1).
Calibration curves were generated for dopamine, 5-HT, and 5-HIAA
at TS30 and HS40 fibers. Previously, a waveform was developed to
control the fouling of 5-HT which scans from 0.2 V to 1.0 V scan,
then down to �0.1 V and back to 0.2 V, at 1000 V s�1.26 This
waveform is currently the only waveform used to detect serotonin
with FSCV. To compare sensitivity, we collected the calibration
data for 5-HT at the ‘‘serotonin waveform’’ for the traditional
TS30 fibers. The traditional waveform was used for the HS40 fibers
because limited fouling is observed on the high modulus carbon
surface. We used the traditional waveform for dopamine calibra-
tion curves at all fibers. Sensitivity for dopamine (DA) was 4.4-fold
higher at the traditional TS30 fibers compared to the HS40 fibers
(Fig. 3 and Table 1, n = 6–10). We suspect that this is due to
two main reasons: the diameters of HS40 fibers are smaller and

Table 1 Comparison of electroactive surface area, sensitivity, DEp, and D/G ratio for TS30, MS40, and HS40 fibers

Fiber Diameter
(mm)

Electroactive surface
areab (cm2)

Sensitivity (DA)
(nA mM�1)

Sensitivity (5-HT)
(nA mM�1)

Sensitivity (5-HIAA)
(nA mM�1)

5-HT:5-HIAA
sensitivity

DEp D/G ratio

TS30 7 1.2 � 10�3 6.6 � 0.6 7.5 � 0.9 3.0 � 0.1 2.5 0.9 � 0.01 1.8 � 0.2
MS40 6 2.4 � 10�4 2.1 � 0.1 — — — 0.9 � 0.01 1.7 � 0.1
HS40 5 1.7 � 10�4 1.5 � 0.1 2.8 � 0.7 0.4 � 0.06 7.0 0.9 � 0.02 a1.3 � 0.0****

a Significant difference between the D/G ratio for TS30 and HS40 fibers (One-way ANOVA, Bonferroni, p o 0.0001, n = 10). b Calculated error was
o0.0001 cm2.

Fig. 2 High modulus fibers exhibit significantly improved fouling resistance to serotonin compared to TS30. Cyclic voltammograms of 5-HT are
compared for the 1st (black) and 25th (red) injection for (A) TS30 and (B) HS40 fibers. (C) Average normalized current vs. injection number for all 25
injections are plotted for TS30 (black), MS40 (red), HS40 (blue) and CNT-pristine fibers (green) (n = 6–12). Current detected for 5-HT and 5-HIAA was
compared for (D) TS30 and (E) HS40 fibers. (F) The average ratio of 5-HT to 5-HIAA current for TS30, MS40, and HS40 demonstrates that HS40 fibers are
the least sensitive to 5-HIAA. (n = 6).
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because dopamine electrochemistry is highly surface dependent
relying on surface oxides which are likely not present at less
disordered surfaces.27 Similarly to dopamine, HS40 were less
sensitive to 5-HT at the traditional waveform compared to TS30
fibers at the ‘‘serotonin waveform’’ by 2.7-fold (Fig. 3B and Table 1).
This is likely a result of the differences in scan rate between the two
waveforms and electrode size. Calculated electroactive surface areas
were also smaller by an order of magnitude at high modulus fibers;
however, this is due to smaller currents measured at higher
modulus fibers because the fibers are smaller (Table 1). Despite
this finding, HS40 fibers are on average 7.5-fold less sensitive to
5-HIAA than the traditional TS30 fibers. In addition, HS40 fibers
are 7.0-fold more sensitive to 5-HT than 5-HIAA, compared to only
2.5-fold more sensitive at TS30 fibers (at the traditional serotonin
waveform) (Table 1). This demonstrates that a significant loss in
sensitivity to 5-HIAA is capable at high-modulus fibers. Future
studies could increase the scan rate for detection of serotonin at
high-modulus fibers to improve serotonin sensitivity while main-
taining limited fouling on the surface.

High modulus fibers have similar electron transfer rates
compared to standard modulus carbon-fibers (Table 1). We
calculated and compared the DEp for dopamine at TS30, MS40,
and HS40 fibers. This provides information on the relative rate of
electron transfer at the surface. Overall, we demonstrate that
increasing the modulus of the fibers, which decreases the degree
of disorder on the surface, does not significantly impact the
reaction rate at the electrode (One-way ANOVA, p 4 0.05, n = 6).

Overall, the temperature used during graphitization of carbon
fibers has dramatic effects on the electrochemical performance
including fouling resistance and selectivity. The resistance to
fouling and lower sensitivity to promiscuous anionic metabolites
is an important finding which will have a significant impact on
improving the stability of neurochemical detection with FSCV and
other electroanalysis techniques. In addition, we show that high
modulus carbon-fibers are capable of resisting chemical fouling
just as well as CNTs. This is a key finding which will provide
researchers an alternative strategy for developing robust and cost-
effective fouling-resistant sensors. Thus, this work lays a frame-
work for fine-tuning the mechanical properties for optimized
electrode performance.

We would like to acknowledge Dr Noe Alvarez for gifting us
carbon nanotube fibers for this study.
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