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Oxidative ionothermal synthesis for micro and
macro Zn-based materials†

Francisco Malaret, a Jason Hallett a and Kyra Sedransk Campbell *b

Zinc oxide (ZnO) is a multifunctional nanomaterial with a wide range of applications ranging from

biosensors to solar cells. It is mainly mass-produced by air-oxidising vaporised metallic zinc at high

temperatures without good particle uniformity. In a quest for environmentally-benign, cost-effective and

high particle uniformity fabrication methods, many strategies had been proposed. However, recent

methods utilise Zn salts as starting materials, produced commercially from metallic zinc, instead of the

metallic Zn itself. We demonstrate that ZnO nano–macro particles (e.g. nanorods, needles and hierarchi-

cal structures) and other compounds [Zn(OH)2, Zn5(OH)8Cl2 or Zn5(OH)6(CO3)2] form spontaneously by

direct oxidation of metallic zinc in aqueous ionic liquids (1-butyl-3-methylimidazolium chloride). Further,

their chemical structure and morphology can be controlled by adjusting the concentration, temperature

and exposure time. The environmentally benign and tunable nature of this novel oxidative ionothermal

synthesis offers potential for new avenues towards application-motivated tailoring of ZnO and other

nano and macro materials fabrication.

Introduction

Zinc oxide (ZnO) has one of the greatest assortments of
different particle structures among all known materials.1 This
compound is one of the most important nanomaterials today,
which in and of itself is a multifunctional material with a
breadth of achievable physical and chemical properties, includ-
ing: high chemical stability, high electrochemical coupling
coefficient, a broad range of radiation absorption and signifi-
cant photostability.2 These favourable properties, which
depend on particle size, dimensions, and morphologies, along
with their low-cost, low toxicity, high biocompatibility and high
biodegradability of ZnO-based composites,3 have encouraged
development of an ever increasingly wide range of applications,
e.g., catalysis, optoelectronics, sensors, transducers, energy
conversion and for medical sciences.4

Ionic liquids (ILs) are salts with low melting points, extre-
mely low volatilities and physical and chemical properties
which can be tuned through modification of the constituent
cations and anions.5,6 For these reasons, they have been
targeted as an environmentally-friendly alternative capable of

replacing organic solvents industrially.7 Of particular interest is
their low melting, a result of poor coordination amongst the
constituent ions on ILs, thereby preventing the formation of a
stable crystal lattice.8 However, this does not simply yield an
‘electrolytic-like’ solution; rather, ILs can form stable and
structured polar and nonpolar regions in the liquid phase
due to the interplay between the strong coulombic forces
between cations and anions, van der Waals and p–p interactions,
and hydrogen bonding.9,10 Structural organization of IL and water
are studied through spectroscopic measurements,9–11 Molecular
Dynamic (MD) simulations12,13 and physicochemical properties
measurements.14

Most of the commercial zinc oxide is manufactured using
the French process. In this process, metallic zinc is vaporised at
1000–1400 1C and instantly air-oxidised into ZnO powder.
Due to highly nonuniform crystallization conditions, many
types of one-dimensional nanostructures and irregularly
shaped particles are formed.15 To produce ZnO nanoparticles
with high regularity in terms of particle morphology, size and
spatial structure, a large array of approaches has been
proposed, including modifications to the French Process to
yield tetrapodal ZnO16 and several IL-based routes, such as
precipitation, sol–gel, hydrothermal, nanocasting, and micro-
wave or ultrasound-mediated methods.17–19 The great variety of
preparation routes under development attests to the need to
find facile, inexpensive, environmentally-benign, and scalable
fabrication strategies whilst maintaining morphological
control and uniformity, good throughput and high yields
for large-scale synthesis of these nanomaterials.
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To overcome the challenges faced by large scale production
of ZnO nanoparticles, two interesting approaches have
been recently explored, firstly Zn foils as a better starting
material20–23 and secondly ILs as solvent,24–28 though not in
combination. With the latter, synthesis of ZnO has either been
achieved by using a IL containing Zn24,25 or a Zn containing salt
dissolved in solution, e.g. Zn(CH3COO)2.24,26,27 It is known that
water can be used to modify/break the patterns of IL self-
organization29 and that the structural outcome of nanoparticles
synthesised from salts in these systems depends on the water
content.30,31 Additionally, it has been proposed that IL media
can serve as an ‘‘entropic driver’’ for the spontaneous for-
mation of high quality nanostructures.30 However, the addition
of water to non-oxidising ILs to simultaneously provide an
oxidising agent and to modify solvent structure in a control-
lable way (by adjusting the concentration) for nanomaterials
synthesis has not been reported. We show how a diversity of
Zn-based nano–micro materials can be obtained by Oxidative
Ionothermal Synthesis (OIS), i.e. by the direct oxidation of
metallic zinc in 1-butyl-3-methylimidazolium chloride [C4C1im]Cl
and water solutions. Additionally, we show how to tune their
morphology and chemical composition by adjusting the water
concentration, temperature and exposure time. This combines
to yield a low cost, energy efficient synthetic approach in a
sustainable medium.

Experimental method

To assess the effect of contaminants in the [C4C1im]Cl, two IL
sources were used: purity Z98.0% (Sigma-Aldrich, referred as
IL-1) which formed transparent solutions and purity 99%
(Iolitec, referred as IL-2) which formed orange solutions. These
chemicals were used as received. High purity water (Millipore
15 MO cm) was used throughout (IL dilutions, water control
and sample cleaning). The solution water content was mea-
sured by Karl Fisher Titration (Mettler Toledo Volumetric KF
Titrator V20 for 45 wt%; Mettler Toledo Coulometric KF
Titrator C20 for o5 wt%). To dry the ILs, a Schlenk line was
used at 80 1C for 448 h under vacuum. Due to the hygroscopic
nature of [C4C1im]Cl a 0.42 wt% was the minimum water
content achieved.

Zinc (purity 499.95%, temper: as rolled, Goodfellow Cam-
bridge Limited) disks (d = 18 mm, 0.125 mm thickness) with a
single 0.8 mm diameter hole was used. The metal substrates
were prepared at room temperature by washing with deminer-
alized water, industrial methylated spirits, and acetone. After
which, the samples were dried for 45 min at 105 1C, cooled in a
desiccator for 30 min. Each metal coupon was immersed in the
prepared solution (Table S1, ESI†) suspended by a fluorocarbon
filament. The metallic surface area to liquid volume ratio was
0.2 mL mm�2 (NACE TM0169/G31-12a).32 The high temperature
experiments at 120 1C containing water were carried out inside a
custom-built aluminium/polyether-ether-ketone (PEEK) con-
tainers equipped with a polytetrafluoroethylene (PTFE) liner
and a PEEK rod used to hold the Zn foils. They dry experiments

at 120 1C were done in open containers in a vacuum oven
(Binder VLD-53) with no further change in the water content.
To ensure isothermal conditions for experiments at 70 1C
and 120 1C (aqueous solutions), the Zn foils and the solutions
were preheated separately for 1 and 2 h respectively (Thermo
Scientific Heratherm).

In order to cope with differences in the zinc oxidation rates,
the exposure times were adjusted according to the severity of
the experimental conditions to avoid the complete oxidation
of the foils, i.e. longer exposure times at low temperatures and
shorter exposure times with increased temperatures. At the
conclusion of the experiments, the samples were removed from
the solvent and quenched in demineralized water. The metal
substrates were then washed, as previously described. A suite
of ex situ analyses were undertaken. The solution pH was
recorded (Mettler Toledo FiveEasyt). The metal substrates were
analysed by XRD (PanAlytical X’Pert Pro) using CuKa radiations
(2y = 5–110, step size 2y = 0.033, scan step time = 44.5 s, 40 kV
and 20 mA), XRF (PanAlytical Epsilon3 Xle) with a silver anode
and SEM/EDX (LEO Gemini 1525 FEGSEM) operated at 20 kV
unless otherwise stated. In some instances, particles were
removed from the surface after the completion of all analysis
for calcination and thermal gravimetric analysis (TA instru-
ment Q500 TGA with N2, from 30 1C to 650 1C with a heating
rate of 5 1C min�1 (details given in the ESI†)).

Results and discussion

The impact of [C4C1im]Cl–water mixtures was probed in this
study to ascertain its role in the formation of Zn products on
the surface of a Zn solid substrate. Three key compositions
were tested to represent the changing solution behaviours:

Residual-water case (water content 0.42 � 0.01 wt%/3.95 �
0.04 mol%): water molecules are dispersed in the polar regions
on the IL structure.33 The dominant structure is contact ion
pair (CIP).34

IL-rich case (water content 23.7 � 0.1 wt%/75.1 � 0.3 mol%):
3 water molecules per IL pair. At this concentration, CIP is
also the dominant structure, as there are not enough water
molecules to complete the hydration shell of the ions.
MD simulations indicate the formation of bigger water clusters
beyond this point, with the formation of solvent-shared ion
pairs (ESIP).35,36 It was shown that the hydration shell for
[C4C1im]+ contains 33.5 water molecules in average, while the
hydration shell of chloride contains between 6–8 water
molecules.37,38 Therefore, 42 water molecules would be needed
at least to hydrate the [C4C1im]Cl. It is important to mention
ion hydration is a dynamic phenomenon and that adding that
amount of water will not necessarily result in full hydration of
the species as water can form clusters as well.37 The anion and
cation diffusion coefficients are still similar, suggesting ion
pair formation. Beyond this point, the diffusivity rapidly
increases with increasing water content (Fig. 1).

Water-rich case (water content 82.4 � 0.4 wt%/97.8 �
0.1 mol%): 45 water molecules per IL pair. This is in the final
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part of the transition region where full hydration of the ionic
species is just achieved. The ionic association in the aqueous
solution is important and the dominant structure is double
solvent separated ion pairs (2ESIP). Experimental evidence
includes changes in physicochemical properties, e.g. excess
partial molar enthalpy14 and changes in the relationship
between molar conductivity and molar concentration (Kohl-
raush’s empirical law39) (ESI†). With additional water, each
ionic species diffuses ‘‘freely’’ in solution, as the diffusivity
values for the cation and anion are different (Fig. 1). A control
case using only water was also included (ESI†).

The experimental conditions and solution properties after
the immersion experiments (pH) are summarized in Table S3
(ESI†). The different morphologies for me main structures
observed by SEM are summarized in Fig. 2 and in Table S2 (ESI†).
Crystallographic data and XRD patterns of the as-prepared sam-
ples are given in Fig. S20–S24 and the results are summarised in
the Table S1 (ESI†).

Water-rich case

When metallic zinc foils were exposed to a high-water content
[C4C1im]Cl solutions, the predominant species was ZnO at all
temperatures (IL-1). At a temperature equal or lower than 70 1C
Zn5(OH)8Cl2�H2O (zinc hydroxychloride monohydrate (ZHC) or
Simonkolleite38–40) also formed. The occurrence of this com-
pound is significant as it shows stable Zn–Cl complexes form at
these conditions. Such compounds were not seen in our
experiments at lower water content nor in a previous synthesis
by Li et al.40 using the same IL and zinc acetate precursor. At
20 1C, two additional crystalline compounds were detected by
XRD, namely e-Zn(OH)2 and traces of Zn5(CO3)2(OH)6 (hydro-
zincite) most likely due to atmospheric CO2.41–44

In the water-rich case at 20 1C (IL-1), the main two species
that formed after 18 d exposure were ZnO (Fig. S4 in ESI†) and
ZHC plates (Fig. S5 in ESI†). Additionally, a few e-Zn(OH)2

octahedrons were also observed at short exposure times
(Fig. 3A). However, at an increased exposure time of 44 d, many

Fig. 1 Structural and diffusion properties of [C4C1im]Cl/water mixtures as
a function of water concentration. Diffusion data calculated from MD
simulations at 350 K.35 White circle ( ) chloride, red circle ( ) [C4C1im

+].

Fig. 2 Graphical summary of Zn-based materials, obtained by direct
oxidation of metallic zinc in [C4C1im]Cl solutions, as a function of
experimental conditions. Further details are provided in Tables S1 and
S2 in ESI.†

Fig. 3 SEM image showing zinc surface exposed to [C4C1im]Cl (IL-1,
XH2O = 0.98 solution at 20 � 1 1C). (A) Single octahedron Zn(OH)2 particle
after 18 d exposure (approximate length of 7.9� 0.6 mm). (B) Multiple Zn(OH)2
crystals after 44 d exposure with a mean length of 21 � 6 mm (n = 84).
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more e-Zn(OH)2 micrometre-scale octahedrons (Fig. 3B) were
observed in addition to both ZnO and ZHC. The significant
increase in the quantity of e-Zn(OH)2 at longer exposure time
was not expected as this compound is generally reported to be
metastable45 and would appear to be an intermediate species
on the pathway to ZnO formation (Fig. 9), which is more stable
thermodynamically at standard conditions (refer to ESI† for a
more detailed discussion). However, the driving force (standard
free energy) for the dehydration of e-Zn(OH)2 to form ZnO at
standard conditions is small in magnitude. It was noticed that
ZHC was systematically detected for the cases where e-Zn(OH)2

significantly formed, with an increase in the pH of the medium
(Table S3, ESI†). This allows us to infer that as ZHC forms and
chloride anions are incorporated into the ZHC crystal, hydro-
xide anions must remain in solution to achieve the electrical
neutrality of the medium, increasing the pH of the solution.
This increase in the concentration of hydroxide anions in
the [C4C1im]Cl solutions with 98 mol% must be the cause of
e-Zn(OH)2 formation, which allows us to infer that by adjusting
the pH, the compounds formed can be further controlled.

Halogens, such as chloride, and 1-methylimidazole are
common impurities that are often present in ILs which origi-
nate from their synthesis route. There is a controversy in the
scientific community regarding the effect of contaminants in
the IL on the synthesis of nanoparticles.17 To verify this point,
experiments were repeated using another batch of IL
from another supplier (IL-2). The findings were reproducible,
e-Zn(OH)2 was not detected at short exposure times while
e-Zn(OH)2 octahedrons also formed in significant quantities
at longer exposure times. These experiments show that the
formation of the e-Zn(OH)2 crystalline phase is independent of
the contaminants in the IL. However, amorphous Cl-containing
structures were observed at long exposure times (44 d) in the
samples exposed to the IL-1 (Fig. S6 in ESI†) and not seen in the
sample exposed to the IL-2. Additionally, ZnO structures did
not form to a great extent in the samples exposed to IL-2 batch
(Fig. S7 in ESI†). This indicates that the formation of some
species at these conditions (high-water content and low tem-
peratures) is affected by the presence of contaminants in the IL.

After a 4 d exposure at 70 1C (IL-1), only flat-topped hex-
agonal nanorods were observed (Fig. 4A). This kind of nanorod
arrangement over a metallic conductor is ideal for many
applications such as gas sensing, nano-generators, nano-
lasers.46 By contrast, with an increased duration to 15 d, a
variety of ZnO morphologies were observed, as well as trace
evidence of ZHC plates (Fig. 4B). At a further increased tem-
perature (120 1C) (IL-2), the ZnO flat-topped nanorods were
again observed, albeit at shorter durations of 16 and 24 h.
However, thin wool-like structures (Fig. S9 in ESI†), were also
noted. At higher temperatures, the effects of the contaminants
in the IL seem to not be significant.

In summary, the formation of ZnO was the predominant
species at temperatures equal or higher than 70 1C. Depending
on the experimental conditions, ZnO forms a diversity habits
ranging from 1D nanorods to high hierarchical arrangements,
flower-like structures (similar to the ones formed in the water

control). The favourability of ZnO at increased temperatures
has been previously reported, where the formation of ZHC has
only been observed at temperatures below 90 1C38–40 and the
formation of e-Zn(OH)2 is only achieved at temperatures lower
than 70 1C.37,41–43 At temperatures lower than 70 1C all these
species, with different habits, might co-exist (Fig. 5). There are
applications, e.g. electronics and sensors, which require a high
degree of particle homogeneity; therefore, the coexistence of

Fig. 4 Magnified zinc surface exposed to [C4C1im]Cl (IL-1, XH2O = 0.98
solution at 70 � 1 1C). (A) ZnO nanorods after 4 d exposure (magnification
134.17k�) (average size 90 � 40 nm, n = 361). (B) ZHC plate-like
crystals after 15 d exposure (magnification 1.44k�). Estimated thickness
2.5 � 1.5 mm (n = 85), diameter 19 � 8 mm (n = 85).

Fig. 5 Cartoon of Zn-based micro/nano particles in [C4C1im]Cl at high
water content. At this water content, chloride anions can diffuse freely to
react with Zn cations to form Zn–Cl compounds.
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different habits and chemistries is undesirable. To address this
requirement, the synthesis conditions could be tuned to target
formation of the desired particles alone. For example, if the
goal is to synthesize ZnO, the formation of the other com-
pounds could be avoided if the synthesis is performed at higher
temperatures, lower water contents or through calcination of
the species formed, which easily yield ZnO.

Calcination

The products (e-Zn(OH)2 and ZHC) on the coupon surface after
44 d exposure to XH2O = 0.98 solution (IL-1) at 20 1C were
recovered by scratching the surface and calcined in a TGA (the
thermogram, and a discussion on the thermal decomposition
of these compounds, is given in the ESI†). The post-calcination
products contained only ZnO (Fig. 6), generally conserved
the overall crystal shape, and induced porosity. For example,
the e-Zn(OH)2 octahedrons were converted to ZnO octahedrons
and the ZHC plates were converted to ZnO plates (Fig. 6).

IL-Rich case

Regardless of the source of the IL used, the temperature and
experimental duration, the metallic zinc substrate oxidised
resulting in the formation of hexagonal ZnO (Wurtzite)
(Fig. S2 in ESI†). At 20 1C, crystal growth with time is evident:
77 � 24 nm (n = 126) diameter after 18 d exposure to 150 �
30 nm (n = 278) after 26 d exposure (Fig. 7). This increase in
particle size results in improved surface coverage of the sub-
strate (Fig. S11 in ESI†). At 26 d exposure time, a very small
fraction of the surface showed a material containing Cl
detected by EDX and XRF (1750 mg kg�1) (Fig. S12 in ESI†).

It has been suggested that the imidazolium cation (of ILs)
are instrumental in the preferential growth of ZnO 1D nanos-
tructures. One proposed mechanism is where the cation
adsorbs onto the surface of the growing particle by electrostatic
forces and/or hydrogen bonds (between the hydrogen atom
attached to the carbon at position 2 in the imidazolium ring
and the oxygen atoms of the ZnO crystal [C(2)–H� � �O–Zn]); this
then results in the preferential growth of the particles.47

The formation of ZnO hexagonal nanorods in the IL-rich
case are hypothesized to take place in a water environment
(reverse micelle) formed between the metal surface and the
polar regions of the IL (Fig. 8). Water promotes the oxidation of
the metallic zinc, producing an unstable Zn(OH)2 phase, which
dehydrates to form ZnO. The [C4C1im]Cl creates a barrier
thereby controlling the intermicellar exchange rate,40 and thus
limiting excessive growth and agglomeration of ZnO particles
formed. This contrasts with the rich-water (and water control)
case where agglomeration was observed (high hierarchical
arrangements). However, as most of the studies that probe
solvent structure at metal interfaces focused on polarized
electrode surfaces,48 the solvent nano-environment near the
surface of unpolarized metallic zinc is unknown. Therefore, the
existence of such a water nano-environment near the zinc
surface awaits experimental verification.

This phenomenon is similar to a previously suggested
formation of micelles whereby the cation [C4C1im]+ to capture
the crystallization water from a zinc salt (e.g. Zn(CH3COO)2�
2H2O). This would then form reverse micelles where the water
is found in the core (polar region) in which the zinc acetate

Fig. 6 SEM images of the ZnO precursors formed in the zinc surface exposed to [C4C1im]Cl (IL-1, XH2O = 0.98 solution, 20 � 1 1C and 44 d) before and
after calcination. e-Zn(OH)2 octahedrons before (A) and after calcination (D). ZHC particles before (B) and after (E) calcination. Both e-Zn(OH)2 and ZHC
are transformed to ZnO with overall conservation of the morphology with increased porosity. XRD spectra of the e-Zn(OH)2 and ZHC powder before (C)
and after calcination (F). Main peaks form diffraction patters had been labelled: (x) ZHC, (+) e-Zn(OH)2 and (m) ZnO.

Fig. 7 SEM image of zinc substrate after exposure to [C4C1im]Cl (IL-1,
XH2O = 0.75 solution, 20 � 1 1C) for 26 d, showing the top of hexagonal
nanorods (average size 150 � 30 nm, n = 278).
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precursor dissolves. Subsequently, [OH]� ions penetrate the
micelles and react with Zn2+ to form ZnO. This synthetic route
using Zn salt precursors yielded ZnO spherical nanoparticles

with 15–20 nm diameters40 whereas direct oxidation of zinc
foils yields hexagonal nanorods.

These two routes show that despite the high chloride
molality (from the [C4C1im]Cl), there is an absence of chloride-
containing Zn compounds. In this mixture, as previously
discussed, the chloride will preferentially remain close to the
cation, [C4C1im]+, and does not react with Zn. The fact that the
IL is not consumed in the ZnO formation process allows its
recovery and reuse, which might lead to cost-effective and eco-
friendly large-scale production processes.

Residual water case

Due to the hygroscopic nature of [C4C1im]Cl, anhydrous con-
ditions are extremely difficult to achieve.33,49,50 At 70 1C, when
metallic zinc was exposed to [C4C1im]Cl (IL-1) containing
residual water, the surface was virtually unchanged, except a
few irregular nanometer size features suspected to be ZnO
(Fig. S13a in ESI†). Further, no significant amounts of Zn in
the bulk solution were detected (Table S1, ESI†). At 120 1C
(IL-2), the surface contained spherical features (Fig. S13b in
ESI†) for which EDX showed traces of oxygen, likely adsorbed to
the surface from the atmosphere, and no chloride. At both
temperatures, the XRD patterns showed only the presence of
zinc. These results confirm that the presence of water is
essential for the formation of ZnO, via the oxidation of Zn at
the surface coupled with the cathodic reduction of water.
We can infer that in fully dry IL, no reaction will occur at
temperatures equal or less than 120 1C.

Overall considerations

The mechanisms and thermodynamics of the different reactions
are further discussed in the ESI.† The variety of Zn-compounds
particles observed as a function of conditions and the exposure
time can be explained by changes in the nature of the IL–water
system. The degree of interaction of the chloride in [C4C1im]Cl
with other species in the system can be tuned by weakening the
interaction between cation and anion by the addition of a solvent,
such as water. Therefore, by adjusting the water content of the

Fig. 9 General conversion paths of metallic zinc into ZnO in [C4C1im]Cl/water systems. Equations in the scheme are not balanced. Equations are given
in the text. The predominant path and species formed will depend on the temperature and water content.

Fig. 8 Schematic of ZnO formation in [C4C1im]Cl at low water content.
Left: Zn salts as precursors.40 Right: Metallic zinc as precursor.
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mixture, the system transitions from an IL-like behaviour at low
water content to a concentrated-aqueous-like behaviour at high
water content. In the IL-rich case under the tested conditions,
chloride does not seem to react with Zn to form Zn-chloride
containing solids whereas in the water-rich region, such materials
are formed. The nature of the solvent has a great influence in the
nucleation and growth processes of the micro/nanomaterials
particles obtained by Oxidative Ionothermal Synthesis (OIS),
leading to a diversity of compounds with different chemical
compositions, morphologies and sizes (Fig. 9).

The chemical reactions of the different conversion paths of
metallic zinc into ZnO in [C4C1im]Cl/water systems, as shown
in Fig. 9, are given below:

I. Zn0
(s) - Zn2+

(sol) + 2e�

II. 2H2O(l) + 2e� - H2(g) + 2OH�(sol)

III. Zn2+
(sol) + 2OH�(sol) 2 Zn(OH)2(sol)

IV. e-Zn(OH)2(s) # Zn(OH)2(sol) # b-Zn(OH)2(s)
- ZnO(s) + H2O (ref. 45)

V. ZnO(S) + H2O - Zn2+ + 2HO� (ref. 51)
VI. 5Zn2+ + 8OH� + 2Cl� + H2O - Zn5(OH)8Cl2�H2O

(ref. 52 and 53)
VII. 5ZnO + 2CO2 + 3H2O # Zn5(CO3)2(OH)6 (ref. 41)

Conclusions

We show in this work an Oxidative Ionothermal Synthesis
(OIS) of Zn-based nano/micro materials (both crystalline and
amorphous) by direct oxidation of metallic zinc in [C4C1im]Cl
and water mixtures. By adjusting the water content, tempera-
ture and exposure time, different species such as e-Zn(OH)2,
Zn5(OH)8Cl2�H2O and Zn5(CO3)2(OH)6, that can be used as
intermediates for ZnO nano/micro materials, are obtained.

The occurrence of the difference chemical species is as
follows:
� Zinc oxide (ZnO) was detected in water and [C4C1im]Cl/

water at all experimental conditions tested except in neat IL
(residual water case). Hexagonal ZnO nanorods are the predo-
minant specie in the IL-rich case, while a diversity of different
morphologies (hierarchical structures, rods, needles) were observed
in the water-rich case.
� Zinc chloride hydroxide monohydrate (Zn5(OH)8Cl2�H2O)

formation was only observed in [C4C1im]Cl at high water
content (98 mol%) and at temperatures below 70 1C.
� Zinc hydroxide (e-Zn(OH)2) was only observed in

[C4C1im]Cl at high water content (98 mol%), 20 1C and long
exposure time.
� Zinc carbonate hydroxide (Zn5(CO3)2(OH)6) traces were

observed only at 20 1C in water and in aqueous [C4C1im]Cl
(IL-2) and high water content (98 mol%), most likely due to
atmospheric CO2.

The use of IL and water mixtures for making nanoparticles
via direct oxidation of metals (OIS) might be used to synthetize
materials-by-design (as hetero-structures, core–shell structures
or metals with modified surfaces) with physicochemical proper-
ties tailored to meet industrial relevant needs. Additionally, the

use of these solvents in combination with metals could lead to
a more cost-effective and environmentally friendly processes
for large-scale synthesis of a wide range of nano and micro
materials. This approach might be used not only for Zn-based
nano–micro materials, but also extended to other metals.
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Chem. Rev., 2018, 118, 747–800.
8 P. M. Dean, J. M. Pringle and D. R. MacFarlane, Phys. Chem.

Chem. Phys., 2010, 12, 9144–9153.
9 K. Saihara, Y. Yoshimura, S. Ohta and A. Shimizu, Sci. Rep.,

2015, 5, 1–10.
10 S. Cha, M. Ao, W. Sung, B. Moon, B. Ahlström, P. Johansson,

Y. Ouchi and D. Kim, Phys. Chem. Chem. Phys., 2014, 16,
9591–9601.

11 H. Abe, N. Hatano, Y. Ima, S. Ohta, A. Shimizu and
Y. Yoshimura, Open J. Phys. Chem., 2011, 1, 70–76.

12 J. N. A. Canongia Lopes and A. A. H. Pádua, J. Phys. Chem. B,
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