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of Chemistry Over the past decade s-block metal catalysis has undergone a transformation from being an esoteric
curiosity to a well-established and consolidated field towards sustainable synthesis. Earth-abundant
metals such as Ca, Mg, and Al have shown eye-opening catalytic performances in key catalytic
processes such as hydrosilylation, hydroamination or alkene polymerization. In parallel to these studies,
s-block mixed-metal reagents have also been attracting widespread interest from scientists. These
bimetallic reagents effect many cornerstone organic transformations, often providing enhanced
reactivities and better chemo- and regioselectivities than conventional monometallic reagents. Despite
a significant number of synthetic advances to date, most efforts have focused primarily on stoichiometric
transformations. Merging these two exciting areas of research, this Perspective Article provides an
overview on the emerging concept of s/p-block cooperative catalysis. Showcasing recent contributions
from several research groups across the world, the untapped potential that these systems can offer in
catalytic transformations is discussed with special emphasis placed on how synergistic effects can
operate and the special roles played by each metal in these transformations. Advancing the
understanding of the ground rules of s-block cooperative catalysis, the application of these bimetalic
systems in a critical selection of catalytic transformations encompassing hydroamination, cyclisation,
hydroboration to C-C bond forming processes are presented as well as their uses in important
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Introduction

s-Block organometallic reagents, epitomised by organolithium
and Grignard reagents, are amongst the most widely used polar
organometallic reagents in synthesis worldwide, not just in
academia but also in many industrial commercial situations.*
While s-block organometallics have traditionally served stoi-
chiometric chemistry,” seminal work from several research
groups across the world over the past two decades have
uncovered the vast potential of these systems in homogeneous
catalysis.® Thus, despite their lack of redox capabilities, s-block
metal complexes can efficiently catalyse a myriad of trans-
formations, for example covering hydroamination, hydro-
silylation and polymerisation to alkene hydrogenation
reactions,” that for decades have been considered the exclusive
preserve of transition metal catalysis. Driven by the ever more
pressing challenge of developing more sustainable chemistry as
well as by academic interest, s-block metal catalysis is now
a consolidated and well-established field of study which
continues to grow.® It should be noted that for many of the
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transformations outlined above, it has been found that heavier
alkaline-earth metals such as Ca, Ba and Sr offer significantly
better catalytic abilities than their Mg congener,” which has
been generally attributed to the greater polarity of the Ca-X
versus Mg-X bonds (X = N, O, P, C, etc.) as well as to the greater
polarizability of Ca®" versus Mg?*. Computational and structural
studies have been key to understand and rationalise reactivities
as well as to be able to tune catalytic ability of s-block metal
complexes.®

In parallel to these catalytic studies, another evolving area of
s-block organometallic chemistry has been the synthesis and
reactivity of mixed-metal reagents for chemical cooperativity.”
Thus, the use of heterobimetallic reagents combining a group 1
metal with a lower electropostive s/p-block metal partner such
as Mg, Zn or Al has uncovered unique reactivity profiles that
cannot be replicated by their single metal components. Hence,
at least qualitatively, in many cases these heterobimetallic
systems combine the high reactivity typically associated with
group 1 organometallics with the greater regioselective control
and functional group tolerance of low polarity reagents.
Unsurprisingly, these bimetallic reagents have already made an
impact in organic synthesis, finding widespread applications in
core transformations such as deprotonative metallation, metal
halogen exchange or C-C bond forming processes.® Some key
advances in this area include Kkinetically activated turbo

© 2021 The Author(s). Published by the Royal Society of Chemistry
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Grignard reagents, iPngCl-LiCl, which were first reported in
2004 by Knochel® and subsequently evolving to a wide new class
of reagents in organic synthesis, being commercially available
and generally offering enhanced reactivities and selectivities
that are out of reach of conventional Grignard reagents.'®
Through the isolation and characterisation of informative
organometallic intermediates from deprotonative metallation
reactions of arenes using heterobimetallic bases, Mulvey has
introduced the concept of alkali-metal-mediated metallation
(AMMM).” This approach facilitates direct zincation or magne-
siation of a wide range of substrates, where the cooperative
effects between the metals enables, in some cases, to override
directed-ortho-metallation (DoM) regioselectivities.**

Building on these stoichiometric successes, more recently,
certain of these unique reactivities have been applied to cata-
lytic regimes, providing some of the first examples of main
group cooperative catalysis. This Perspective Article provides an
overview on highlights of these recent advances, showcasing
how cooperative effects between metals can be tailored for the
design of more selective and more efficient catalysts.

Accessing s-block heterobimetallic
complexes

The two main synthetic strategies most commonly used to
access s-block bimetallics are salt-metathesis and interlocking
co-complexation. The former reactions usually require an excess
of the polar organometallic reagent which is reacted with the
halide salt of the lower polarity metal in an ethereal solvent like
THF or Et,O. This approach is frequently employed to prepare
bimetallic systems in situ, as shown for tetraorganozincates
Li,ZnR, (1) (R = ‘By, Et, Ph), which are obtained by reacting 4
equivalents of the relevant RLi reagent with ZnCl, in THF
(Scheme 1a). These mixed Li/Zn reagents have shown excellent
regioselectivities and functional group tolerance for direct Zn-
halogen exchange of haloarenes and nucleophilic alkylation/
arylation of sensitive nitroolefins.’® Interestingly, in certain
cases the inorganic salts which are concomitantly generated in
these reactions (e.g., LiCl) can be incorporated in the structure
of the mixed-metal reagent as observed in the reaction of LiTMP
with MgCl, which led to the isolation of the turbo Hauser base
[(THF),LiCl,Mg(TMP)(THF)] (2) (TMP = 2,2,6,6-tetramethylpi-
peridide) (Scheme 1b)."* Base 2 can be envisaged as a co-
complex between the metathesis product TMPMgCl and the
inorganic salt LiCl and exhibits enhanced magnesiating powers
towards aromatic and heteroaromatic substrates, which are
generally inert towards TMPMgCL.®»131¢

An alternative strategy to salt-metathesis is the use of co-
complexation by combining the monometallic components in
the desired stoichiometry as exemplified in Scheme 1c for the
formation of potassium magnesiate [[PMDETA),K,MgR,] (3) (R
= CH,SiMe;, PMDETA = N,N,N’,N" N"-pentamethyldiethylene-
triamine).” These reactions are compatible with non-ethereal
solvents, although the use of Lewis donors such as PMDETA
can facilitate the formation of more reactive monomeric struc-
tures.'® DFT calculations on this type of co-complexation have

© 2021 The Author(s). Published by the Royal Society of Chemistry
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Scheme 1l Representative examples of the main synthetic approaches
to access s-block heterobimetallic complexes.

revealed that in many cases the formation of the relevant het-
erobimetallic complexes is thermodynamically driven.'®**
Homoleptic bimetallics can also be used as precursors for
more complex heteroleptic species. For example, commercially
available LiAlH, reacts in THF with two equivalents of the
hexamethyldisilazane [HMDS = N(SiMe3),] to form [(THF),-
LiAlH,(HMDS),] (4) with subsequent elimination of hydrogen
(Scheme 1d). Lithium aluminate 4 can effectively catalyse
hydroboration of aldehydes and ketones (vide infra).>

Maximising cooperative effects

Through the isolation and structural elucidation of key reaction
intermediates in stoichiometric transformations it has been
deduced that in several cases the close proximity of the two
metals in these heterobimetallic systems is crucial in order to
maximise cooperative effects. Bimetallic cooperativity involving
alkali metals can have different subject transforming outcomes.
For example, Goicoechea and Aldridge pioneered the anionic
aluminium(i) nucleophile in [K{AI(NON)}], (5) [NON = 4,5-
bis(2,6-diisopropylanilido)-2,7-di-ter¢-butyl-9,9-dimethylxan-

thene], where potassium plays a key stabilising role through K-
7 interactions (Fig. 1).** This is remarkable since organo-
aluminium complexes are usually electrophiles not nucleo-
philes, however 5 is able to act as a nucleophile towards C-X
and M-X bonds and it reacts with benzene via formal C-H
addition to give a phenyl hydride potassium aluminate with

Fig. 1 Molecular structure of potassium aluminyl [K{A(NON)}, (5).
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aluminium in the oxidation state 3+.>* Interestingly, hinting at
the key role played by potassium in these reactions, when 5 is
reacted with benzene in the presence of [2.2.2]-cryptand, which
can sequester the potassium cation, selective oxidative C-C
bond activation of benzene is observed instead.*” Related to this
work Coles has shown that the products of the activation of
1,3,5,7-cyclooctatetraene (COT) by potassium aluminyl K
[AI(NON”")] (NON*" = [O(SiMe,NAr),]* 5 Ar = 2,6-'Pr,C¢H;) are
completely different if the reaction is carried out in the presence
of 18-crown-6, reinforcing the idea that the alkali-metal is not
just an spectator in these unique type of activations.*

Another striking example of K/Al cooperativity has been
shown by Harder for a related potassium-stabilised anionic Al()
complex which selectively activates two C-H bonds in benzene
via oxidative addition at the positions 1 and 4.** In this case
encapsulation of K by a cryptand ligand also influences reac-
tivity towards benzene, promoting a single C-H bond activation
process. In this case, DFT calculations provide mechanistic
insights on how K and Al(1) cooperate, with the coordination of
benzene to the K cations being key to promote the 1,4-
substituted double-C-H activation product.**

Alkali-metal effects have also proved to be very relevant in
alkali-metal mediated magnesiation (AMMMg) of aromatic
substrates. For instance, potassium magnesiate [KMg(TMP),Bu]
(6) deprotonates a molar equivalent of naphthalene to produce
inverse crown complex [{KMg(TMP),(C;,H;)}s] (7) which in the
crystal displays a 24-membered {KNMgN}, ring with 6 naph-
thalene molecules hosted in its core which have been selectively
magnesiated at their C2 position (Fig. 2a).>* Contrastingly when
the sodium congener of 6, [NaMg(TMP),Bu] (8), is reacted with
naphthalene its 1,4-regioselective dimagnesiation is observed
affording [{Na,Mg,(TMP),(TMP*),}(1,4-C1,Hs)] (9) (Where TMP*
is 2,2,6-trimethyl-1,2,3,4-tetrahydropyridide, a demethylated
variant of TMP) (9) (Fig. 2b). While 9 also adopts an inverse
crown structure, it is remarkably different to 7, made up by a 12-
atom (NaNNaNMgN), ring, which hosts in its core the di-
magnesiated molecule of naphthalene. While intuitively
potassium magnesiate 6 could be expected to be more reactive
than its sodium analog 8, the former only induces mono-

structures  of

Fig. 2 Molecular alkali-metal  magnesiates
{KMg(TMP),(CioH7lel (7) (LHS) and [{NasMgo(TMP)4(TMP*),}(1,4-
CioHe)l (9) (RHS) resulting from AMMMg of naphthalene by
[MMg(TMP),Bu] (M =K, 6; M = Na, 8).
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metallation of naphthalene whereas the latter promotes selec-
tive dimetallation. Reflecting the key role played by the alkali-
metal in these AMMMg reactions, this unexpected reactivity
has been rationalised considering that by forming a larger ring
size product, potassium can maximise its 7 interactions with
the metallated naphthalene rings (Fig. 2a), a scenario that
would not be possible if the Na atoms were replaced by K in 9.
The use of Lewis donors or presence of donor solvents
should also be taken into account as their ability to coordinate
to the alkali-metal can greatly affect the reactivity of the mixed-
metal reagent. In some cases the addition of a donor additive
such as TMEDA can have a deactivating effect as shown by
Mulvey for the direct zincation of benzene by [NaZn(TMP)'Bus,]
(10) which in the absence of TMEDA induces the two-fold
deprotonation of benzene at its positions 1 and 4; whereas if
its TMEDA-solvated version [[TMEDA)NaZn(TMP)Bu,] (11) is
employed only monozincation can be achieved.”®*” However, it
should also be noted that on other occasions, the addition of
the donor molecule is key in order to facilitate the metallation,
as shown for the reaction of [LiZn(TMP)Bu,] (12) that forms
a coordination adduct with N,N-diisopropyl benzamide with the
carboxamide coordinated to lithium via its O atoms. While this
zincate complex is stable at room temperature, addition of
TMEDA induces metallation of the benzamide affording the
relevant ortho-zincation product.” In addition, it should also be
noted that for many of these bimetallic systems, when a large
excess of a donor is employed (or a Lewis donor with high
denticity such as a crown ether), formation of solvent-separated
species will be favoured, which in some cases hinders metal-
metal’ cooperation and inhibits cooperative behaviours."”

Applications in homogenous catalysis
Alkali-metal/group 2 metal partnerships

Some initial studies assessing the catalytic potential of s-block
bimetallic reagents have focussed on hydroamination reac-
tions. Generally described as the addition of an N-H fragment
across an unsaturated C-X bond, hydroaminations constitute
a powerful atom-efficient and waste-minimized method to
access synthetically relevant organic molecules such as amines,
N-heterocycles, ureas and guanidines to mention just a few.
While several catalytic transition-metal systems based on
rhodium, ruthenium, titanium or palladium have been devel-
oped, pioneering work by Hill and Harder has revealed that
alkaline earth metal (particularly calcium and strontium)
complexes can efficiently catalyse these processes, emerging as
a cheaper and more sustainable alternative.* Operating under
mild reaction conditions, the catalytic activity of these systems
is enhanced with increasing ionic radius of the group 2 metal,
with magnesium notably displaying poor reactivity for hydro-
amination processes.® Mechanistically s-block metal-mediated
hydroaminations are thought to occur via the formation of
a metal amide intermediate that in turn can undergo insertion
into the C=X (X = O, N, C) bond of the unsaturated organic
substrate (alkenes, isocyanates, carbodiimides, etc.).* In these
single-metal systems this substrate activation occurs by forming
electrostatic interactions with the group 2 metal, which leads to

© 2021 The Author(s). Published by the Royal Society of Chemistry
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Scheme 2 Proposed catalytic cycle using sodium magnesiate
[[NaMg(CH,SiMesz)s] (13) as a pre-catalyst for hydroamination of
isocyanates (cycle A) and trimerization of isocyanates (cycle B).

the polarization of the m-electron density and facilitates the
nucleophilic attack by the amide group. The limited poor
reactivity of magnesium compounds to catalyse these processes
can be overcome by forming alkali-metal magnesiate systems.
Thus, research by our group has demonstrated that using
mixed-metal homoleptic [NaMg(CH,SiMe;);] (13) as a pre-
catalyst for hydroamination of aliphatic isocyanates (RNCO) it
is possible to access a wide range of ureas under mild reaction
conditions,* offering greater yield and a broader substrate
scope than when using Ca or Ba catalysis.** Unique coopera-
tivity arises because Na can act as a Lewis acid allowing acti-
vation of the unsaturated organic substrate (isocyanate)
facilitating the intramolecular nucleophilic attack by the highly
nucleophilic Lewis basic tris(amide) magnesiate anion (cycle A
in Scheme 2 and Fig. 3). Stoichiometric studies reacting sodium
alkyl magnesiate with an excess of amine led to the isolation of
[(THF)NaMg(NPh,);(THF)] (14) (Fig. 3) which is catalytically
competent and proposed to be the active species in the catalytic
cycles depicted in Scheme 2.

In 14 Mg bonds to all three amido N atoms; whereas Na -
engages with two Ph groups and one THF molecule. These
distinct bonding modes have been proposed to maximise
chemical cooperativity, enhancing the nucleophilicity of the
{Mg(NPh,),;}~ fragment as well as priming Na for coordination
of isocyanate (Fig. 3). Interestingly using aromatic isocyanates
triggers a second catalytic cycle, to produce the relevant iso-
cyanurate (cycle B, Scheme 2) as a result of the selective trime-
rization of the aryl isocyanate. Thus, the tris(ureido)
intermediate I (which is common to both catalytic cycles A and
B) undergoes further insertion with two further equivalents of

Lewis acid Q
activates N N
RINCO @' WM™ \O
Na N &',/'THF Lewis base
.
THF O/ @ enhanced

Nu power
14

bifunctional system

Fig. 3 Molecular structures of alkali-metal [(THF)

NaMg(NPh,)s(THF)] (14).

magnesiate
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the aryl isocyanate followed by ring closure forming the sodium
trisamidomagnesiate [NaMg(NAr,);] that can in turn react with
ArNCO to regenerate I. This reaction sequence contrasts with
that of catalytic cycle A (Scheme 2) where I undergoes proton-
ation by excess amine. The selectivity of these processes is
remarkable since in each case only hydroamination or trime-
rization is seen, with none forming a mixture of both possible
products.

We have also reported applications of mixed Na/Mg system
13 as an efficient pre-catalyst in hydroamination and hydro-
phosphination of carbodiimides. These proceed by a similar
reaction pathway as that described for isocyanates, although in
this case sodium seems to take a back seat in the catalytic cycle,
with all processes taking place in the coordination sphere of
Mg, suggesting that for these specific substrates the enhanced
catalytic activity of the sodium magnesiate can be rationalised
in terms of its anionic activation.*

Showcasing the power of these bimetallic partnerships,
alkali-metal magnesiates can also catalyse the hydroamination
of more challenging substrates such as alkynes and styrenes.**
This reactivity contrasts markedly with the lack of catalytic
ability of Mg(CH,SiMej3),, which even after 24 h at 80 °C fails to
promote hydroamination of diphenylacetylene by piperidine
(Table 1, entry 1).>> On the other hand, sodium magnesiate 13
enables formation of hydroamination product 15 although
harsh reaction conditions are required (18 h, 80 °C) and limited
E/Z selectivity is accomplished (entry 2, Table 1). Interestingly,
reflecting the relevance of the nucleophilicity of the mixed-
metal species, higher order (formally dianionic) magnesiates
([(D),M',Mg(CH,SiMe;),] M' = Na, K; D = Lewis donor) have
proven to be more efficient and powerful than lower order 13,
capable of promoting hydroamination even while operating at
room temperature. Highlighting the key role of the alkali-metal,
potassium magnesiate 3 mediates the smooth hydroamination
of diphenyl acetylene affording 15 in quantitative yields after
just 3 h with greater E/Z selectivity than when using sodium
analogue [(TMEDA),Na,Mg(CH,SiMej3),](16) which affords 15 in
a modest 28% yield (entries 3 and 4, Table 1).

This conspicuous alkali-metal effect has been attributed to
the greater ability of potassium to engage diphenyl acetylene

Table 1 Intermolecular hydroamination of diphenylacetylene cata-
lysed by alkali metal magnesiates and MgR; (R = CH,SiMez)*?

— 5 mol% Cat (Nt> Ph @
Ph===Bha O a :_
h

_ =
N d8-THF, RT PH Ph
0 E

H
15 4

Entry  Cat. Time (h)  Yield® (%) E:Z°
1 MgR, 24° 0 —

2 [NaMgR;] (13) 18° 99 63:37
3 [(TMEDA),Na,MgR,] (16) 3 28 29:71
4 [(PMDETA),K,MgR,] (3) 3 99 93:7

“ Y1elds determlned by "H NMR using ferrocene as internal standard.
b Determined by 'H NMR spectroscopy. © Reaction carried out at 80 °C.
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(probably by forming mt-electrostatic interactions as those dis-
cussed for 7), bringing it into the proximity of the nucleophilic
{Mg(amide),}>~ dianion and priming it for insertion. A
comparison of the catalytic performance of 3 with other heavier
alkali-earth single-metal systems, shows that its performance in
terms of E/Z selectivity and conversion is comparable to that
described by Hill for [St{CH(SiMe3),},(THF),], although for the
latter, higher temperatures are required (2 h, 60 °C);** whereas 3
operates at room temperature. Though 3 can also promote
hydroamination of styrene with several amines, this method is
not compatible with less nucleophilic aromatic amines. This
limitation can be overcome by using potassium calciates as
demonstrated by Westerhausen for the hydroamination of
diphenylbutadiyne with a variety of anilines (Scheme 3a).**
Ilustrating the cooperative effect of the ate compound as
a catalyst, no reaction product is observed when adding
diphenylamine to 1,4-diphenylbutadiyne in the presence of
Ca(NPh,), or KNPh,. However, when the higher order bimetallic
calciate [K,Ca(NPh,),] (17) is used as a catalyst the hydro-
amination product 18 is formed in NMR yields exceeding 90%
(Z isomer 40%, isolated yield) (Scheme 3a).** Interestingly in the
case of primary anilines, [K,Ca{N(H)Dipp},] (19) promoted the
attack on the two triple bonds of diphenylbutadiyne in
a cascade reaction that resulted in either N-aryl-2,5-
diphenylpyrroles or polycyclic compounds as 20 (Scheme 3b)
depending on the substitution pattern in the parent aniline.?

Expanding further the applications of alkali-metal mag-
nesiates in catalysis we recently reported their use in intra-
molecular hydroalkoxylation of alkynols, which provides access
to a wide range of oxygen-containing heterocycles.*® Higher-
order potassium magnesiate 3 enables the cyclisation of 4-
pentynol (Scheme 4), disclosing a cooperativity which helps to
overcome the inherent challenges of this type of trans-
formation: namely OH activation and coordination to, and then
addition across, a C=C bond. Each metal plays a vital role
enabling a unique type of substrate activation that is not
possible in conventional single-metal systems. To explain,
coordination of the C=C bond to potassium enables further
activation of this unsaturated moiety and brings it into close
proximity to the dianionically activated {Mg(OR),}*~ ate, which
is significantly more nucleophilic than a neutral Mg(OR),
species. Interestingly, reflecting the key role of donor additives

a) Ph
Ph—=—=-Ph [CaNPh)l17 PhN H  pnN 7/
- . + p—
+ —
4 mol % PH
HNPh, THF, 65°C, 6h g\ 18 Ph_H
Ph
b)
Ph—=—=—Ph i Pn
+ ) H
K,Ca{NHDi| 19 Ph
Ph———=—ph [K2Ca pplal O
+ 5 mol % Ph OO R
R@@w THF,RT, 72h PN

20

Scheme 3 Catalytic hydroamination of diphenylbutadiyne using (a)
[K2Ca(NPh,)4] (17) and [K>Ca{N(H)Dipp}4l (19) as pre-catalysts.
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Scheme 4 Molecular structures of higher-order potassium mag-
nesiate [(PMDETA),K,Mg(CH,SiMes)4] (3) and its application as a pre-
catalyst for cyclisation of alkynols.

in order to finely tune the efficiency of the bimetallic systems, 3
has to be paired with 18-crown-6. Since kinetic studies have
revealed an inhibition effect of substrate on the catalyst, by
formation of a coordination adduct which requires dissociation
prior to the cyclisation step, the beneficial effect of 18-crown-6
has been attributed to its ability to minimise the coordination
of additional substrate molecules to the catalyst.**

Alkali-metal/aluminium partnerships

Turning to other more sustainable catalytic systems, alkali-
metal aluminates, including the classical commercially avail-
able reagent LiAlH,, have already shown substantial promise for
hydrogenation, hydroboration and hydrophosphination reac-
tions. In a seminal example, Harder has demonstrated that
LiAlH, can catalytically reduce imines to amines at 85 °C, using
low H, pressures and low catalyst loads without the require-
ment of organic solvents.*” Stoichiometric studies of LiAlH,
with the imine PhC(H)=N‘Bu combined with DFT calculations
suggest that the active catalytic species (I in Fig. 4) is generated
in situ by the sequential insertion of the imine into the Al-H
bonds of the catalyst. This proposed intermediate II has been
trapped and isolated, and structurally defined by X-ray crystal-
lography as the PMDETA adduct [(PMDETA)LiAIH,{N‘Bu(Bz)},]
(21) (Bz = CH,Ph, Fig. 4), with Al and Li being connected by
a hydride bridge. II can in turn undergo insertion with a third

P SNBY 4y, LAH, (5 mol%) o~ B
85°C, 15h 2

N,\\N(tBu)Bz

~ABu }i{ H
Pm LIN:.LPh
B

Bz(Bu)N,

Bz(tBu)N, Bz(tBu)N, N(fBu)Bz N(tBu)Bz
| pY Bz(tBUN~, ]
LiAIH, H i AT i ~N(tBu)Bz
PmABu \L']'Pm/tBu II‘/ L
Xﬂ(fBu)N}\'N(tBu)B%
{8 H l\N i
~tBu | ]
Ph;z\u LI\H,‘H

Fig. 4 Molecular structure of [(PMDETA)LIAIH,{N‘Bu(Bz)},] (21) and
the catalytic cycle proposed for the hydrogenation of imines by LiAlH4.

© 2021 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d0sc05116k

Open Access Article. Published on 16 2020. Downloaded on 24.02.26 19:29:56.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Perspective

equivalent of imine, furnishing [LiAIH{N‘Bu(Bz)};] which in
turn can react with H, to generate the amine product PhCH,-
NH’Bu (22) and regenerate II. Indirectly supporting a coopera-
tive mechanism, neither LiH or AlH; can promote these
hydrogenation reactions on their own under substoichiometric
conditions. Furthermore, an important alkali-metal effect is
observed with NaAlH, being a noticeably less effective catalyst
than its lithium congener.?” More recently the same group has
reported that alkaline-earth metal [M(AIH,),(THF),] (M = Mg,
Ca, Sr; x = 4 or 5) which can also catalyse the hydrogenation of
imines offering a greater substrate scope than LiAlH,.*
Reflecting the key role of the higher polarity metal in these
transformations, the salt [BuyNJJAIH,] showed no catalytic
activity.

Experimental and computational studies have provided
further insights, supporting a cooperative bimetallic mecha-
nism with each metal playing an important role for the success
of the hydrogenation process.’”” The rate-determining step is
the hydrogenolysis of [LiHA{N(‘Bu)Bz},] (Fig. 4) and in agree-
ment with experimental findings, replacing Li for Na (or K) and
Al for B (or Ga) led to higher calculated energy barriers.*”

In parallel to these findings Cowley and Thomas have reported
the efficient hydroboration of alkenes with HBpin using LiAlH, as
a precatalyst.* While LiAlH, showed greater catalytic activity than
its single metal components, the role of cooperative behaviour was
not examined. Reactions were thought to occur via an initial
hydroalumination, followed by o-bond metathesis exchanging Al
and B to regenerate the aluminium hydride reactive species,
although the possibility of an alternative mechanism involving
a borane or borohydride species cannot be unequivocally ruled out.
Related to the latter interpretation, a particularly insightful study by
Thomas has revealed that many of the recent hydroboration
processes with HBpin reported in the literature that were thought
to be catalysed by nucleophiles such as nBuLi or Bu,Mg are actually
catalysed by BH3, and the role of the polar organometallic reagents
is not genuinely catalytic but more promotes the formation of
BH;.* More recently, An has shown that commercially available

(e} _Bpin
M +HBpin _1mol%of4 )V R =alkyl, aryl
R R RT, CsDs R 'H R’= alkyl, aryl, H
TTF F{ HMDS o]
THF';U\ ,AI: +2 )J\
THE? 7, THMDS  ph” Ty {
I
hexane, RT j (0]
Al Li
[
Ph—2.H
Oo._ .HwMDs
THF"‘L( > | 23
THE? j>\ “HMDS
HH Ph

Fig. 5 Catalytic hydroboration of aldehydes and ketones with HBPin
using lithium aluminate [(THF)sLiAlH,(HMDS),] (4) as a pre-catalyst and
synthesis and molecular structure of [(THF),LIA{OCH,Ph),(HMDS),]
(23).
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Fig. 6 Structures of lithium aluminates [(D),LiAIH,(HMDS),] (4, 24-28)
(x = 2 for THF, OEt,, TMEDA; x =1 for 12-c-4, PMDETA and Meg-Tren).

lithium aluminate [LiAl'Bu,(H)(O'Bu)] can also catalyse the hydro-
boration of alkenes under similar conditions to those described by
Thomas and Cowley for LiAlH, (neat, 110 °C, 2-3 h).**

Shedding light on the mechanisms operating in lithium-
aluminate catalysed hydroborations, Mulvey has trapped and
structurally characterised key reaction intermediates involved
in the hydroboration of ketones and aldehydes with HBpin
using [(THF);LiAIH,(HMDS),] (4). In this study hydroborations
take place at room temperature using low loadings of 4 (Fig. 5).
Stoichiometric studies of 4 with two equivalents of benzalde-
hyde led to the isolation of hydrometallated product [(THF),-
LiAl(OCH,Ph),(HMDS),] (23) (Fig. 5) which is also catalytically
competent.?*”

In order to assess the effect of Lewis donors as additives, the
new family of lithium aluminates 24-28 derived from 4 was
prepared and structurally characterised (Fig. 6). Assessing their
catalytic ability for the hydroboration of acetophenone revealed
that those complexes with non-labile chelating donors such as
26, which contains tridentate ligand PMDETA, were signifi-
cantly less effective than 4.>° These findings are consistent with
the catalysts operating through bimetallic cooperation with the
hydride transfer being executed by Al, but the initial substrate
coordination occurring at Li, at rates dependant on the relative
lability of the donor ligands.

Lithium aluminate ['Bu,Al(TMP)(H)Li] (29) resulting from
the co-complexation of DIBAL(H) with LiITMP in hexane can also
catalyse the hydroboration of ketones and aldehydes and imi-
nes.”®”*> A comparison of the catalytic ability of 29 in these
reactions with those of neutral aluminium species [AI'Bu,(-
TMP)], [Al(H)(HMDS),] and [AIH'Bu,] showed that the lithium
aluminate offers higher conversions in shorter timescales.”
This has been attributed to the higher degree of polarisation of
key reaction intermediates induced by the presence of two
distinct metals of different electropositivity.

Building on these insights, hydroboration of ketones and
aldehydes by lithium aluminates can be envisaged to work by
initial coordination of the substrate to the Li atom (see Scheme
5 for hydroboration of acetophenone catalysed by 29). This step
can be hindered in the presence of chelating donors such as
PMDETA.* Coordination will activate the C=O0 of the substrate
towards insertion into the AI-H bond of the aluminate anion,
followed by trans-elementation with HBpin to afford hydro-
borated product and regenerate an active lithium aluminate
hydride catalyst. Lithium aluminate 29 also catalyses the
hydroboration of phenylacetylene (2.5 mol% of 29, 70 °C, 18 h)

Chem. Sci., 2021, 12,1982-1992 | 1987
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Scheme 5 Proposed catalytic cycle for the hydroboration of aceto-
phenone by lithium aluminate ['Bu,A(TMP)(H)LI] (29).

although this process has been proposed to proceed via an
alternative mechanism were initially 29 deprotonates the
organic substrate using its basic TMP amide group.*

Other catalytic applications noted for lithium aluminates
include the use of LiAlH, in dehydrocoupling of amine borane
Me,NHBH; although long reaction times are required (16 h, 65
°C).** Through NMR reaction monitoring and X-ray crystallo-
graphic studies, Wright has uncovered the complexity of these
processes which involve a sequence of deprotonation, B-N bond
formation and B-N bond cleavage steps.**

Broadening the scope of applications of lithium aluminates
in catalysis, Mulvey has also identified that [LiAl(H)'Bus] (30) is
an efficient pre-catalyst for hydrophosphination of alkynes,
alkenes and carbodiimides.*® The active catalytic species in this
process was thought to be the structurally defined lithium
phosphidoaluminate ['Bu;Al(PPh,)Li(THF),] (31) which forms
by reacting [‘Bu;AlHLi], (30) and the secondary phosphine
HPPh, at room temperature in the presence of THF (Fig. 7).*°
The authors envisage lithium aluminate 31 as a co-complex of
LiPPh, and iBu3Al/THF, with the two metals connected by
a PPh, bridge. Running the reaction in deuterated toluene, 31
catalyses hydrophosphination of terminal and internal alkynes
with HPPh, at 110 °C to afford the anti-Markovnikov addition
products with variable levels of E/Z selectivities. Interestingly,
the addition of Lewis donors such TMEDA as additives can
increase the E/Z selectivity (19 : 1 compared to 10 : 1 when using
neat toluene).

1/2[BusAHLI, 30
H—Pthl +3THF

- Hy
Ph,Ph
H PPh Bu,, P THE P Al
— Bu” iy "~THF
Bu
Ph  Ph 1
H—PPh? Bu ,lBu i(THF); Ph—=—Ph
protonation Bu-Al -‘\PPS insertion
PH  Ph

Fig. 7 Proposed catalytic cycle for the hydrophosphination of
diphenylacetylene by lithium aluminate ['BusAl(PPhy)Li(THF)3] (31) and
molecular structure of 31.

1988 | Chem. Sci, 2021, 12, 1982-1992

View Article Online

Perspective

Mechanistic insights have been gained using kinetic and
computational studies which support the catalytic cycle depic-
ted in Fig. 7 where pre-catalyst 30 reacts with HPPh, to form 31
followed by insertion of the alkyne into the Al-P bond and then
protonolysis with a second equivalent of HPPh, to generate the
vinylphosphine product and regenerate 31 (Fig. 7). Lithium is
proposed to act as a Lewis acid to coordinate the substrate and
allow the aluminate to engage in the hydrophosphination
process; whereas attempts to catalyse these reactions with the
single metal systems 'BuzAl and 'Bu,AlH resulted in low
conversion and low selectivities.*

Other heterobimetallic partnerships

As mentioned above alkali-metal zincates have found wide-
spread applications in stoichiometric processes, in particular in
deprotonative metallation processes, employing bimetallic
combinations that contain kinetically activated amide groups
such as TMP or HMDS.” Thus for example the tris(amido)
potassium zincate [KZn(HMDS);] reacts with toluene at room
temperature to form the benzyl product [KZn(HMDS),(CH,Ph)]
(32) resulting from the direct zincation of toluene. Significantly,
neither KHMDS or Zn(HMDS), on their own can metallate the
arene.*® Interestingly 32 can catalyse benzylic C-H bond addi-
tion of diarylmethanes to styrenes and conjugated dienes with
good yields and chemoselectivity without the need of transition-
metal catalysis or the use of external oxidants (Scheme 6).*
Representing a practical, atom economical process, the reac-
tions involved are proposed to operate via initial zincation of
diphenylmethane to afford the active species [KZn(HMDS),(-
CHPh,)] (II) (Scheme 6) which in turn undergoes addition to
styrene, with the latter probably activated by coordinating to
potassium as described above for the hydroamination of styrene
mediated by potassium magnesiate 3.*> Protonation of the
insertion intermediate with diphenylmethane releases the
alkylation product 33 and regenerates active species III (Scheme
6). To gain further mechanistic insights KIE values were
measured, finding values that are consistent with the cleavage
of the benzylic C-H bond being the rate determining step in
these cycles.”

Ph [KZn(HMDS),Bn] (32) o
5 (10 moi%) .
POk benzene, 70°C, 12h  Ph Ph
33
Ph

insertion

Me;Si,

SiMe, /L Me;;Si,"' SiMe; Me3Si,

: SiMe;
N Wy Bh N e N h
oo K Szn AN
K SzZn— <2 K. zn Ph
/N.. Ph toluene N,(_ Ph N7 oh
Me3Si 32"SiMe3 Me;Si m "SiMe Me;,Si/ Z’SiMe3

Ph

Ph/\)\Ph

Ph
protonation | _
o H” > Ph

Scheme 6 Potassium-zincate [KZn(HMDS),(CH,Ph)] (32) catalyzed
benzylic C—H bond addition of diphenylmethanes to styrene.
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Scheme 7 Coupling of toluene and stilbene using LINK base as
a catalyst.

Seeking the development of novel s-block bimetallic strate-
gies to enable C-C bond forming processes while operating in
catalytic regimes, Kobayashi has also shown that toluene and
other related alkyl arenes can undergo addition to imines and
stilbene derivatives*® using catalytic amounts of the LINK base
previously developed by O'Shea. This base is made up of
a mixed-alkali-metal combination of KO‘Bu and LiTMP.* While
the true constitution of this bimetallic combination is still not
known with any certainty, its reactivity clearly has a cooperative
origin since neither KO'Bu or LiTMP on their own promote
these processes. Hinting at the importance of coordination
effects, the presence of high-denticity, Lewis donor PMDETA
enables the smooth alkylation of stilbene (Scheme 7). This
activating effect has been attributed to the ability of PMDETA to
coordinate to the benzylic intermediate (resulting from the
deprotonation of toluene by the LINK base), favouring the
formation of a smaller more carbanionic molecule that will be
expected to be more kinetically labile towards addition to the
C=C bond.*

Applications polymerization reactions

Another area related to catalysis in which main group hetero-
bimetallic complexes have already shown excellent potential is
polymerization processes. Some examples include ring-opening
polymerization (ROP) of oxygenated cyclic molecules such as
lactides®>** and epoxides® as well as CO,/epoxide copoly-
merisation.”*** Thus, Mosquera has prepared a series of het-
eroleptic alkali-metal aluminates [M'AIMe,{2,6-
(Me0),CeH;0},], (M' = Li, 34a; Na, 34b; and K, 34c) which are
active towards ROP of 1-lactide revealing an alkali-metal effect
with lithium aluminate 34a being the most active catalyst,
offering narrower polydispersity values than the single metal

N
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Fig. 8 Polymerisation of rac-lactide using complex 3 and benzyl
alcohol as initiators and molecular structure of lithium mangesiate
[LiIMg{OR}zl> [OR = O(CyoHe)(N=NPh)] (35).
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Fig. 9 Polymerization of GMA using alkali-metal alumminates
M'AlMe,(OR)4] (M' = Li, 36a; Na, 36b; and K, 36c; OR = 2,6-bis(di-
phenylmethyl)-4-tert-butylphenoxide) and molecular structure of
36b.

[AlMe,{2,6-(MeO),CsH;0}],.** The same group has also
prepared lithium magnesiate [LiMg{OR}s], [OR = O(C;,He)(N=
NPh)] (35) derived from 1-phenylazo-2-naphtol which exhibits
a dimeric structure which is retained in benzene solution. 35
can efficiently polymerize rac-lactide in the presence of benzyl
alcohol as co-initiator, offering an activity intermediate between
those witnessed for its homometallic components but greater
stereoselectivity (Fig. 8).

Showcasing different reactivity profiles to single-metal
aluminium initiators, alkali-metal aluminates [M'AlMe,(OR),]
(M" = Li, 36a; Na, 36b; and K, 36¢; OR = 2,6-bis(diphe-
nylmethyl)-4-tert-butylphenoxide) polymerize difunctional gly-
cidyl methacrylate (GMA) via vinyl polymerization® whereas
[AIMe,(OR),] promotes the selective polymerization of the
oxirane group in GMA via ROP (Fig. 9).°° The acrylate polymer-
ization mediated by alkali-metal aluminates 36 is likely to occur
via an anionic mechanism (Fig. 9) contrasting with more
common approaches for GMA polymerization using RAFT or
radical mechanism.

Seminal work by Williams has also demonstrated the ability
of cooperative bimetallics for epoxide and CO,/anhydride ring-
opening copolymerizations (ROCOP).*** Key for the success of
this approach was to synthesize Zn/Mg heterodinuclear
complex 37 where both metals are coordinated by a symmetrical
macrocyclic ligand (Fig. 10). Switching on chemical coopera-
tivity between Mg and Zn, 37 offers significantly higher activity
than either the relevant di-magnesium or di-zinc complexes or
than mixtures of them.** Mechanistic investigations are
consistent with a chain shuttling copolymerization pathway,
with Mg and Zn adopting distinct roles in the catalytic cycle,
with the growing polymeric chain shuttling between both
metals (Fig. 10).>* Interestingly in the rate determining step
(RDS) Mg coordinates the epoxide which undergoes addition
from the carbonate group coordinated to Zn, forming an
alkoxide which binds to Mg and that in turn inserts rapidly CO,
to give the zinc carbonate intermediate (Fig. 10).>*
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Fig. 10 Proposed mechanism for CO,/epoxide copolymerization by
hetrobimetallic catalyst 37.

Expanding the boundaries outside of main group bimetallics
William has recently extend the scope of these polymerization
approaches to bimetallics pairs of Mg/Co(u) finding an even
better reactivity and higher selectivity for these copolymeriza-
tion processes than when using 37 which has been rationalised
in terms of the synergy created between the two metals, with Mg
favouring the epoxide coordination while Co(u) accelerates the
carbonate attack.””

While this Perspective focusses on main group hetero-
bimetallic systems, it should be noted that mixed-metal systems
combining Al with a group 4 metal such as Ti or Zr have also
played a pivotal role in alkene polymerization.*® It is now well
established that group 4 metallocenes are activated by a group
13 co-catalyst, such as MAO (methylaluminoxane).”® Seminal
work by Roesky has shown that heterobimetallic Al/Zr
complexes can catalyse ethene polymerisation, however
despite the presence of Al in these systems, the use of MAO is
still required.®® Although it should be noted that significantly
reduced amounts of this cocatalyst are needed for activity.
Harder has also prepared several oxo-bridge heterobimetallic
Al/Zr complexes such as [(TBB)AI(THF)OZr(Me)Cp*,] (38) (TBB
= 3,3',5,5'-tetra-‘Bu-2,2’-biphenolato) and [(DIPPnacnac)Al(Me)
OZr(THF)Cp,]'[B(C6Fs)a]~ (39) (DIPPnacnac = HC[(Me)C=
N(2,6-'Pr,-C¢H,)],) (Fig. 11).% Interestingly while 38 polymerises
ethene in the presence of 'BujAl as a co-catalyst, cationic
complex 39 is inert towards these reaction conditions. Mecha-
nistic studies suggest that the addition of this co-catalyst (or

Fig. 11 Molecular structure of [(TBB)A(THF)OZr(Me)Cp,*] (38) (LHS)
and structure of cation present in [(DIPPnacnac)Al(Me)OZr(THF)
Cpa]"[B(CeFs)al™ (39) (RHS).

1990 | Chem. Sci, 2021, 12, 1982-1992

View Article Online

Perspective

MAO) induces the cleavage of the Zr-O bond, forming [Cp*,-
ZrMe]" which is the active catalyst for the polymerisation of
ethene with the ease of activation being dependant of the ability
of the [(TBB)AI(THF)O] ™ in 38 to act as a good leaving group.®
These reactivity patterns show that while both metals Al and Zr
have an influence on the catalytic activity of these systems, the
catalytic process can actually take place in just one metal centre.

Conclusions and outlook

Equipped with metal-metal’ cooperativity, s/p-block hetero-
bimetallic systems are growing in stature as important addi-
tions to the main-group catalyst toolbox. Combining, in most
cases, an alkali-metal with a lower electropositive metal such as
Mg, Al or Zn, these tools offer synergic reactivities and selec-
tivities, which arise from their unique combination of: (i) a low
polarity metal ate anion with enhanced nucleophilic/basic
power compared to that of a neutral metal complex; and (ii)
a built-in Lewis acid, the alkali-metal, which can coordinate the
organic substrate, activating it and bringing it into close prox-
imity of the ate anionic fragment of the catalyst. This scenario is
a feature of these mixed-metal systems that is unavailable to
their single-metal components. Judicious choice of anionic
ligands, the alkali-metal and the presence (or absence) of Lewis
donors such as chelating TMEDA or PMDETA make possible to
finely tune the catalytic behaviour of these heterobimetallic
systems. Accordingly, they offer a growing range of opportuni-
ties, being able to catalyse processes from hydroelementation to
C-C bond formation through to polymerization reactions.
Interestingly, while the use of main group bimetallic partner-
ships for cooperative catalysis is an emerging new development,
significant mechanistic understanding has been gained by the
combination of kinetic and computational studies with the
trapping and characterization of key reaction intermediates.
Looking forward, it is anticipated that these pioneering studies
should provide a solid foundation to stimulate more innova-
tions in this evolving new branch of sustainable catalysis,
including the discovery of new transformations as well as
expanding substrate scope and functional group tolerance for
some of the reactions that have already being uncovered.
Transition metal catalysts still lead the way in homogeneous
catalysis by a long distance, but with these main group advances
catching the eye of many early career researchers looking for
new, challenging research directions, the gap may be signifi-
cantly reduced over the next few years.
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