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ridization enhances spin-flip
dynamics, horizontal alignment, and ozone
resistance in solution-processable TADF
macrocycles

Quanyou Feng, a Aiyun Zhu,a Qiuhu Han,a Kewei Guo,a Yunfei Zhu,a Yue Cao,a

Jingyao Ma,a Hao Li,a Hongjian Wang, a Yuyu Pan, *b Xinxin Ban, c Mengna Yu,a

Man Xu,a Zilu Wang,*a Guohua Xie, d Linghai Xie *ae and Wei Huang*aef

Nanoemitters play a pivotal role in advancing OLED technologies toward flexible, efficient, and sustainable

display platforms. However, current quantum dots and perovskite LEDs suffer from structural instability and

environmental sensitivity, limiting their scalability. Here, we introduce a post-synthetic gridization strategy

to construct robust, solution-processable organic nanodots. The resulting A-shaped nanogrid (AG)

framework provides a rigid and sterically protected donor scaffold that suppresses aggregation-caused

quenching, promotes horizontal dipole orientation and ozone resistance, and minimizes reorganization

energy. Based on this design, the thermally activated delayed fluorescence (TADF) emitter AG-PXZ-TRZ

exhibits a 3.1-fold enhancement in the radiative decay rate and a 5.5-fold acceleration of reverse

intersystem crossing relative to the parent emitter PXZ-TRZ, together with an improved horizontal

molecular orientation of 83%. Solution-processed OLEDs based on AG-PXZ-TRZ achieve an external

quantum efficiency of 28.9%, markedly surpassing the performance of both PXZ-TRZ and the

arylmethylated analogue DPFPXZ-TRZ. This work establishes molecular gridization as an effective

pathway toward stable and high-performance organic nanoemitters for next-generation optoelectronic

displays.
Introduction

The rapid evolution of light-emitting materials drives innova-
tion across next-generation display technologies, ranging from
printable exible and stretchable devices for wearable applica-
tions to micro-LEDs enabling immersive AR/VR experiences
within the metaverse.1,2 Emerging platforms, such as smart
sensor displays for multi-scenario detection, remote
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telecommunication interfaces, and vivid 3D holographic
systems enhanced by machine learning, further underscore the
demand for high-performance emitters.3,4 Since the pioneering
report on OLEDs by Tang in 1987,5 OLED technology has
successfully challenged the dominance of LCDs and achieved
large-scale commercialization, with a global market value
reaching USD 65.7 billion.6 However, the high capital expendi-
ture and the substantial energy consumption required for OLED
fabrication limit broader scalability and raise critical concerns
regarding environmental sustainability. In response, quantum
dots (QDs) and hybrid perovskite LEDs have emerged as leading
candidates for next-generation quantum nanoemitters,
combining solution-processability with exceptional color purity
and superior current-density-driven efficiency.4,7 Despite these
advantages, their practical implementation remains con-
strained by inherent structural imprecision, ligand coordina-
tion instability, and susceptibility to ambient processing
environments.8,9 These persistent challenges fuel an ongoing
debate over the optimal technological trajectory, shaping the
search for intelligent display systems that unite efficiency,
scalability, and sustainability.

One creative technique route was initiated with organic
nanodots for next-generation emitters beyond all the past
Chem. Sci.
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Fig. 1 Organic nanodot emitters and the molecular design concept in this work.
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designs of exciton/photon-emissive materials.10,11 Organic
nanostructures such as dendrimers, fused aromatics, and
macrocycles have attracted considerable interest in optoelec-
tronic applications owing to their diverse structural
advantages.12–14 For example, as shown in Fig. 1a, dendrimers
facilitate the self-encapsulation of emissive cores, effectively
suppressing aggregation-caused quenching (ACQ) and enabling
the realization of solution-processable, host-free emitters.15 In
parallel, fused aromatic systems,16,17 particularly boron-
nitrogen multi-resonance frameworks,18,19 afford exceptionally
narrowband emission, opening new avenues toward high-color-
purity light-emitting materials. Moreover, organic macrocycles
serve as a versatile molecular platform,20–23 where strained
cycloparaphenylenes enable tunable emission,24,25 donor–
acceptor architectures regulate p/n polarity,22 and functional-
ized derivatives deliver uorescence,26,27 phosphorescence,28,29

and TADF properties22,30,31 positioning them as high-
performance, solution-processable materials. Optimizing
molecular design to minimize reorganization energy is crucial
for stabilizing charge-transfer (CT) states of emitters.32 Organic
nanodots are emerging as promising candidates for next-
generation quantum technologies, neuromorphic computing,
and intelligent display systems.11,33 Integrating advanced
molecular engineering with modern chemical approaches
offers a transformative pathway toward low-cost fabrication and
ultrahigh market potential.

Compared with fused polycyclic aromatization, dendrimeri-
zation, and macrocyclization, molecular gridization enables the
construction of zero-, one-, two-, and three-dimensional nano-
scale architectures with distinct inorganic-like optoelectronic
characteristics.34 Friedel–Cras gridization (FCG) establishes
Chem. Sci.
the foundational principles of gridization, providing state-of-
the-art structural models and efficient nanosynthesis method-
ologies. In this context, nanogrids incorporating aromatic
amines could be used as unique electronic donors for con-
structing interesting and efficient emitters with advantages in
the following aspects (Fig. 1b). (i) The inherent rigidity of
nanogrid's molecular framework effectively minimizes struc-
tural relaxation, thereby reducing reorganization energy,35 while
its robust architecture and effective blockade of the aromatic
amine active sites signicantly enhance thermal, chemical, and
electrical stability.36,37 (ii) The multiple steric hindrances of the
nanogrids are benecial to suppress the molecular interactions
and thus prevent the ACQ effect, which further increase the
photoluminescence quantum yield (PLQY) for luminescent
materials.38,39 (iii) Increased molecular weight and/or extended
molecular backbones favour horizontal orientation of the
emitters, thereby enhancing light outcoupling efficiency.36,40 (iv)
The incorporation of alkyl and alkoxyl groups at the 9-positions
of uorene units offers a straightforward strategy to improve
solution processability and lm-forming properties.41,42

Here, we present a post-synthetic gridization strategy that
enables the construction of A-shaped nanogrid (AG) with high-
yield synthesis, opening new pathways toward the scalable
commercialization of organic nanodots for exible electronics.
Based on this design principle, we develop the nanogrid emitter
AG-PXZ-TRZ through post-synthetic gridization of the TADF
emitter PXZ-TRZ. We select PXZ-TRZ as the representative TADF
emitter because phenoxazine–triazine donor–acceptor archi-
tectures are extensively studied and consistently deliver
intriguing photophysical behaviour.43–46 Building on the
advantages mentioned above, AG-PXZ-TRZ, in comparison with
© 2026 The Author(s). Published by the Royal Society of Chemistry
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its parent compound PXZ-TRZ47 and the arylmethylated
analogue DSFPXZ-TRZ, exhibits suppressed aggregations,
enhanced rates of reverse intersystem crossing (kRISC) and
radiative decay (kr), an improved horizontal molecular orienta-
tion of up to 83%, greater ozone tolerance, and lower reorga-
nization energy (Fig. 1b). When employed as a dopant in
solution-processed OLEDs, AG-PXZ-TRZ consequently yields
a substantial enhancement in electroluminescent performance,
achieving an external quantum efficiency of 28.9%, which
markedly exceeds that of devices based on PXZ-TRZ and
DSFPXZ-TRZ.
Results and discussion
Molecular design and synthesis

The A-shaped nanogrid framework can be constructed using
two uorene units, a bridging group, and an arylamine electron
donor. The bridging group connects to the uorene units either
through conjugated or non-conjugated linkages, while the
arylamine is attached at the 9-position of the uorene units,
forming the characteristic A-shaped conguration. In this
study, spirobiuorene was employed as the bridging moiety
linked via conjugated bonds and a phenoxazine (PXZ) unit was
utilized as the arylamine donor. First, we synthesized the di-
uorenol 2,20-(9,90-spirobi[uorene]-2,20-diyl)bis(9-(4-(octyloxy)
Fig. 2 (a) Normalized UV-vis absorption, room temperature fluorescence
the film state for PXZ-TRZ, DSFPXZ-TRZ, and AG-PXZ-TRZ. (b) Transie
Measured p-polarized PL intensity (at the PL peak wavelength) of 30 wt%
of the emission angle. PL spectra of the (d) pristine PXZ-TRZ and (e)
Photographs of the ozone aged polymer films.

© 2026 The Author(s). Published by the Royal Society of Chemistry
phenyl)-9H-uoren-9ol) (DOHSBF)48 via a Suzuki coupling
reaction. Subsequent reactions with the phenoxazine unit yiel-
ded the phenoxazine-based functionalized nanogrid. However,
the low yield of the acid-catalyzed Friedel–Cras gridization,
attributed to the protonation susceptibility of the phenoxazine
nitrogen under acidic conditions, hindered the preparation of
nanogrid-functionalized emitters. To address this limitation,
we synthesized another modied nanogrid, namely AG-EtPXZ,
by incorporating ethyl-substituted phenoxazine. The chemical
structure of AG-EtPXZ was conrmed through matrix-assisted
laser desorption/ionization time of ight mass spectrometry
(MALDI-TOF MS) and nuclear magnetic resonance (NMR)
spectroscopy, demonstrating the feasibility of modifying the
nanogrid with aromatic amine donors. Consequently, a post-
synthetic gridization strategy was employed, as illustrated in
Scheme S2 in the SI, enabling the efficient synthesis of AG-PXZ-
TRZ via Friedel–Cras arylmethylation of the TADF emitter PXZ-
TRZ with DOHSBF, achieving a remarkable yield of up to 84%.
The high yield, simplicity and universality underscore the
robustness of this rened synthetic methodology. To investigate
the gridization effect, its acyclic counterpart, DSFPXZ-TRZ, was
also synthesized. Their chemical structures were denitely
characterized by 1H NMR, 2D NOESY NMR, 13C NMR and mass
spectrometry (Fig. S1–S7). The detailed synthetic methods are
presented in the SI. The characteristic triplet at 3.82 ppm in
(298 K) spectra and low-temperature phosphorescent (77 K) spectra in
nt PL decay curves on 30 wt% emitters doped in the CBP host. (c)
PXZ-TRZ, DSFPXZ-TRZ, and AG-PXZ-TRZ doped into CBP as a function
pristine AG-PXZ-TRZ films after various periods of ozone aging. (f)

Chem. Sci.
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Table 1 Physical data and kinetic parameters of the emitters

Emitter lem
a [nm] ES1

b [eV] ET1

b [eV] DEST [eV] FPL
c [%] sp

d [ns] sd
d [ms] kr

e [107 s−1] kISC
e [107 s−1] kRISC

e [106 s−1]

PXZ-TRZ 527 2.17 1.90 0.27 68 11.8 1.14 1.46 7.02 0.36
DSFPXZ-TRZ 550 2.07 1.90 0.17 60 35.2 0.99 0.81 2.05 1.26
AG-PXZ-TRZ 538 2.10 1.94 0.16 77 9.19 1.03 4.55 6.33 2.00

a Measured in neat lms. b Estimated from uorescent and phosphorescent spectra in neat lms. c Obtained from integrating sphere
measurements for the 30 wt% doped CBP lms. d Lifetime of prompt and delayed uorescence. e Radiative decay rate (kr) from S1 to S0 states,
the intersystem crossing rate (kISC), and the reverse intersystem crossing rate (kRISC).
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the 1H NMR spectrum suggests that AG-PXZ-TRZ possesses
a high degree of symmetry, consistent with the presence of a C2

symmetry axis. This observation indicates that the two C8H17O–
Ph substituents adopt a trans conguration, as only this
arrangement accounts for the observed spectral symmetry.
Furthermore, the 1H–1H NOESY spectrum shows a clear NOE
correlation between the resonances at 3.82 ppm and 6.7 ppm,
supporting the conclusion that the C8H17O–Ph groups bend
inward toward the molecular core (Fig. S6).

Exceptional thermal properties contribute signicantly to
the long-term stability and sustainability of solution-processed
devices when deployed in real-world environments. Then the
thermal properties of the emitter were examined using ther-
mogravimetric analysis (TGA) and differential scanning calo-
rimetry (DSC). As shown in Fig. S8, the decomposition
temperatures (Td, with 5% weight loss) of AG-PXZ-TRZ and
DSFPXZ-TRZ are 236 °C and 305 °C, respectively. And the glass
transition temperatures (Tg) of AG-PXZ-TRZ and DSFPXZ-TRZ
are 183 °C and 202 °C, respectively. These thermal properties
of AG-PXZ-TRZ enable it to undergo annealing treatment during
solution processing, which is important for device fabrication
and performance. In addition, the introduction of the nanogrid
framework also enhances the solubility of the material, which
guarantees efficient lm forming through solution processing.
The atomic force microscopy (AFM) measurement was
employed to examine the lm-forming capability and morpho-
logical characteristics of the solution-processed lms. As shown
in Fig. S10, the AFM images of parent emitter PXZ-TRZ reveal
a signicant surface roughness of 5.88 nm, marked by
numerous cracks and crystalline structures. This observation
suggests that PXZ-TRZ exhibits suboptimal lm-forming prop-
erties. In contrast, AG-PXZ-TRZ and DSFPXZ-TRZ based lms
exhibit signicantly reduced RMS values of 0.38 nm and
0.917 nm, respectively. The smooth and uniformmorphology of
the AG-PXZ-TRZ lm, which is devoid of any pinholes, cracks, or
crystalline inclusions, strongly indicates that high-quality lms
can be achieved via spin-coating using AG-PXZ-TRZ.
Photophysical properties

All three emitters in solution show a distinct vibronically
structured absorption band below 350 nm, attributed to p–p*

transitions, alongside a weaker absorption feature in the 350–
500 nm range, characteristic of intramolecular charge-transfer
(ICT) transitions from the phenoxazine donor to the triazine
acceptor moiety (Fig. S11a). The PL spectrum of AG-PXZ-TRZ
Chem. Sci.
displays a broad emission band centered at 554 nm. Relative
to the parent emitter PXZ-TRZ, DSFPXZ-TRZ displays a redshi
of 23 nm, whereas AG-PXZ-TRZ shows a more modest shi of
9 nm. These redshied emission peaks are ascribed to the
enhanced electron-donating character conferred by arylmethyl
substitution at the 3,6-positions. As shown in Fig. 2a and Table
1, AG-PXZ-TRZ exhibits a PL peak at 538 nm with a PLQY value
of 77% in the solid-state lm. The singlet energies of DSFPXZ-
TRZ and AG-PXZ-TRZ, derived from the onset of their PL
spectra, are 2.07 eV and 2.10 eV, respectively. Corresponding
triplet energies, estimated from the highest-energy vibronic
features of the phosphorescence spectra at 77 K, are 1.90 eV and
1.94 eV. These values yield an experimental DEST of 0.17 eV for
DSFPXZ-TRZ and 0.16 eV for AG-PXZ-TRZ. These DEST values are
much lower than those of the parent emitter PXZ-TRZ, indi-
cating that the functionalized emitters facilitate more efficient
reverse intersystem crossing (RISC) from non-radiative triplet
states to the emissive singlet manifold.

The uorescence decays of AG-PXZ-TRZ in the lm state at
room temperature were also monitored to explore their emis-
sive characteristics. As illustrated in Fig. 2b, similar to the
parent emitter PXZ-TRZ, the arylmethylated DSFPXZ-TRZ also
clearly exhibits two component emission decays, consisting of
a prompt component of 35.2 ns and delayed component of 0.99
ms. Following gridization, the emitter AG-PXZ-TRZ displays
a delayed lifetime similar to that of its precursor, while
demonstrating a signicantly shorter prompt lifetime of 9.19
ns. The reduced delayed lifetime of AG-PXZ-TRZ can be attrib-
uted to its smaller DEST, which effectively enhances the RISC
process while suppressing non-radiative decay from the triplet
state. To further demonstrate the TADF properties, the oxygen
sensitivity test was performed. As shown in Fig. S10b, the
uorescence is markedly quenched in the presence of oxygen,
whereas a pronounced enhancement in delayed emission is
observed upon N2 bubbling, providing compelling evidence for
the involvement of triplet states in the emissive process. It can
be seen from Table 1 that arylmethylation leads to a notable
increase in the kRISC, from 0.36 × 106 s−1 for PXZ-TRZ to 1.26 ×

106 s−1 for DSFPXZ-TRZ. Following gridization, the AG-PXZ-TRZ
molecule displays a further reduced DEST, which consequently
facilitates faster reverse intersystem crossing with a kRISC of 2.00
× 106 s−1. This enhancement likely correlates with spin–orbit
coupling (SOC) between S1 and the triplet states (as explored in
the following Theoretical calculations section) and markedly
improves the utilization of triplet excitons during electrolumi-
nescence. The radiative decay rate constants (kr) are determined
© 2026 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 HOMO/LUMO distribution, oscillator strengths, state levels, and
SOC constants of (a) PXZ-TRZ, (b) DSFPXZ-TRZ and (c) AG-PXZ-TRZ.
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to be 4.55 × 107 s−1, 0.81 × 107 s−1 and 1.46 × 107 s−1 for AG-
PXZ-TRZ, DSFPXZ-TRZ and PXZ-TRZ, respectively. The
substantially increased kRISC and kr of AG-PXZ-TRZ effectively
suppress non-radiative losses and curtail repeated spin-ip
processes, which is critical in limiting the accumulation of
triplet excitons. Consequently, these favourable exciton
dynamics in AG-PXZ-TRZ are anticipated to enhance the EL
device performance.

To evaluate whether gridization, akin to arylmethylation, can
enhance the horizontal dipole orientation ratio (Q//) of the
emitters and thereby improve light outcoupling efficiency in
electroluminescent devices, angle-dependent p-polarized pho-
toluminescence spectra were measured for the three emitters
embedded in a common CBP host. As shown in Fig. 2c, PXZ-TRZ
exhibits a Q// of 74%. As expected, arylmethylation increases
this value to 77% in DSFPXZ-TRZ, consistent with our previous
ndings.36 Upon gridization, theQ// further increases to 83% for
AG-PXZ-TRZ, likely due to the increased aspect ratio of the
emissive molecule conferred by the rigidied grid-like struc-
ture.40 As the solvent polarity increases from apolar toluene to
polar THF, the emission peaks of these emitters red-shi by 53–
73 nm, indicating a pronounced bathochromic effect (Fig. S12).
Moreover, both compounds of AG-PXZ-TRZ and DSFPXZ-TRZ
exhibit a progressive enhancement in PL intensity with
increasing water content, consistent with aggregation-induced
emission (AIE) behaviour (Fig. S13). These results indicate
that the gridization, akin to arylmethylation, preserves the AIE
characteristics of the emitter.36

Furthermore, organic semiconductors are highly susceptible to
degradation by reactive oxygen species (ROS) such as superoxide
anions (O2

−), singlet oxygen (1O2), and hydroxyl radicals (OHc).49

This oxidative process introduces carrier traps and quenching
centers, which adversely impact the electrical performance and
operational stability of the resulting devices. To impose more
rigorous aging conditions, ozone is introduced as an external
oxidative stressor. Amorphous spin-coated lms are aged in a fully
dark, enclosed environment by exposure to ozone generated at
200mg h−1 with an air ow rate of 1 Lmin−1 for durations ranging
from 0 to 210min.50With increasing exposure time, the PL spectra
(Fig. 2d) of PXZ-TRZ exhibit a pronounced decrease in emission
intensity accompanied by a gradual blue shi of the maximum
emission wavelength, resulting in a marked displacement of the
CIE coordinates (Fig. S14b). In contrast, DSFPXZ-TRZ (Fig. S14a)
and AG-PXZ-TRZ (Fig. 2e) display signicantly lower photo-
luminescence attenuation under identical conditions. Unlike PXZ-
TRZ, DSFPXZ-TRZ shows an initial blue shi followed by a red
shi aer 150 min, which likely arises from conjugation chain
scission and low-energy defect states induced by ozone and other
reactive oxygen species. Remarkably, AG-PXZ-TRZ retains stable
emission intensity and color purity even aer 210 min of exposure
(Fig. S14d), as evidenced by its persistent yellow luminescence
under UV illumination (Fig. 2f). Ozone, as a strong oxidant, readily
reacts with carbon–carbon double bonds and electron-rich motifs
in organic semiconductors, disrupting conjugation and impairing
optoelectronic performance. Introducing bulky steric units adja-
cent to the reactive sites creates a steric shielding effect that
hinders the approach of ozone to the reaction centers. This
© 2026 The Author(s). Published by the Royal Society of Chemistry
strategy preserves the highly delocalized p-conjugated framework
of AG-PXZ-TRZ and retains its optoelectronic properties with
minimal ozone-induced degradation, thereby imparting excellent
ozone-aging resistance.

Theoretical calculations

To elucidate the structural and electronic characteristics of the
luminescent molecules, ground-state geometries were opti-
mized using density functional theory (DFT) at the B3LYP/6-
31G(d) level. As illustrated in Fig. S15, the dihedral angles
between the electron-donating phenoxazine unit and the adja-
cent benzene acceptors (D–A) in PXZ-TRZ, DSFPXZ-TRZ and AG-
PXZ-TRZ are 74°, 70° and 86°, respectively. The largest torsion
observed in AG-PXZ-TRZ underscores the impact of gridization
in enhancing molecular distortion, thereby promoting the
greatest spatial separation of the HOMO and LUMO and facil-
itating a reduced DEST. Electrostatic potential analyses further
reveal that the incorporation of the nanogrid framework exerts
negligible inuence on the overall electrostatic potential
distribution. The HOMOs of the emitter molecules are
predominantly delocalized over the phenoxazine units, while
the LUMOs remain conned to the triazine moiety (Fig. 3). In
AG-PXZ-TRZ, the non-conjugated uorene segments function as
steric shields encasing the emissive core, thereby mitigating
intermolecular interactions. The observed enhancement in
transition oscillator strengths (f) can be attributed to the
increased p-conjugation within the AG-PXZ-TRZ molecule
induced by gridization.51 As a result, markedly enhanced radi-
ative decay rates are expected, underscoring the effectiveness of
this molecular design strategy.

The natural transition orbital (NTO) analysis reveals that,
akin to PXZ-TRZ, the electronic transitions in both DSFPXZ-TRZ
and AG-PXZ-TRZ predominantly occur between the donor and
Chem. Sci.
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Fig. 4 The reorganization energy contribution from every vibrationmode to the relaxation of S1 of (a) PXZ-TRZ, (b) DSFPXZ-TRZ and (c) AG-PXZ-
TRZ molecules in toluene; (d) PXZ-TRZ, (e) DSFPXZ-TRZ and (f) AG-PXZ-TRZ in films.
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acceptor moieties (Fig. S16–S18). The S1, S2, and T1 states of AG-
PXZ-TRZ exhibit pronounced charge-transfer (CT) character,
exceeding 85%, consistent with the typical CT nature of TADF
molecules. Calculated excitation energies further reveal that
PXZ-TRZ exhibits minimal variation in energy levels between
the solution and lm, yet displays an elevated S1 state in the
solid-state, thereby inducing an enhanced DEST in the lm. In
contrast, AG-PXZ-TRZ consistently displays a smaller DEST,
which can be attributed to its increased torsional distortion.
Additionally, it can be seen from Fig. S19 that the excitation
energies of the molecules exhibit marked environmental
dependence. Specically, upon arylmethylation, the S1 state
excitation energy of the molecule decreases, while the T1 state
energy remains largely unaffected in the lm state, culminating
in a reduced DEST of DSFPXZ-TRZ.52 This similar trend is also
observed in gridization for AG-PXZ-TRZ, underscoring a similar
modulation of excited-state energetics. Such small DEST would
lead to an effective RISC process and benet the utilizations of
triplet excitons. Moreover, the A-shaped nanogrid-based emitter
AG-PXZ-TRZ exhibits markedly enhanced spin–orbit coupling
(SOC) between S1 and the triplet states (T1 and T2), relative to
both PXZ-TRZ and DSFPXZ-TRZ, with SOC values increasing
from 0.158 to 0.411 cm−1 (S1–T1) and from 0.051 to 0.100 cm−1

(S1–T2), respectively. Although T2 and T3 possess
pronounced 3LE character, the magnitude of SOC is governed
not only by the LE nature of the triplet states but also by the
orbital composition and energetic proximity of the coupled
singlet–triplet pair. The S1 and T1 states exhibit mixed HLCT
character, combining sufficient orbital overlap with partial
charge separation, which leads to enhanced spin–orbital inter-
action compared with pure LE or CT states. Moreover, the small
Chem. Sci.
S1–T1 energy gap increases wavefunction overlap and
strengthens state-to-state coupling, resulting in a larger SOC
matrix element for S1–T1 than for S–T2 or S1–T3. These features
collectively account for the dominant SOC observed between S1
and T1. This pronounced improvement is anticipated to facili-
tate efficient RISC, consistent with the experimental observa-
tions above, thereby augmenting exciton utilization efficiency
and advancing overall device performance.

To quantitatively characterize geometric changes in the
overall molecule between excited states, the root mean square
displacement (RMSD) of excited-state geometries in n-hexane
was computed usingMultiwfn 3.8. A large RMSD value indicates
signicant conformational differences between excited states,
a larger structural modication required for molecular transi-
tions, and greater energy dissipation. Conversely, a small RMSD
value suggests the opposite. As shown in Fig. S20, AG-PXZ-TRZ
exhibits increased geometric deviations between S0 and S1
relative to PXZ-TRZ and DSFPXZ-TRZ. Specically, the RMSD
between S0 and S1 is 0.4736 Å for PXZ-TRZ and 0.4196 Å for
DSFPXZ-TRZ, whereas AG-PXZ-TRZ displays a slightly higher
value of 0.6166 Å. Notably, Fig. S20 reveals that these larger
deviations for AG-PXZ-TRZ predominantly originate from the
exible alkyl chains rather than the rigid molecular backbone.
However, the AG-PXZ-TRZ molecule exhibits a smaller RMSD
between the S1 and T1 states, indicating a smaller conforma-
tional change between these states. This suppression of struc-
tural relaxation likely arises from increased molecular rigidity
and steric hindrance induced by gridization. This suggests that
the reorganization energy changes during the exciton ISC and
RSIC processes are relatively minor, and the non-radiative
© 2026 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 (a) Energy level diagram and (b) material chemical structures of the devices. (c) Current density–voltage–luminance (J–V–L) curves of
non-doped devices; (d) external quantum efficiency versus luminance; EL spectra of (e) PXZ-TRZ, DSFPXZ-TRZ and AG-PXZ-TRZ; (f) and (g)
current density–voltage–luminance (J–V–L) curves and external quantum efficiency versus luminance of AG-PXZ-TRZ at different doping ratios
(inset shows the EL spectra and a photo of the device); (h) external quantum efficiency and turn-on voltage diagrams of devices as solution-
processed OLEDs with yellow-green TADF emitters.
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energy dissipation pathways are hindered, potentially leading to
enhanced uorescence efficiency.53

To further investigate the non-radiative energy dissipation
processes associated with gridization, we calculated the reor-
ganization energies of these emitters in their toluene solutions
and lms. The results reveal that vibrational modes within the
intermediate frequency range (200–1500 cm−1) contribute
signicantly to the reorganization energy. As illustrated in
Fig. 4, the reorganization energies of the emissive molecules in
thin-lm states are notably lower than those in solution states
within this frequency range, indicating effective suppression of
molecular vibrations in the solid state. Compared to PXZ-TRZ,
incorporation of the 9-aryl-9-uorenyl substituents in DSFPXZ-
TRZ markedly enhances vibrational coupling, which is likely
to facilitate non-radiative energy dissipation and result in an
increased knr. Notably, the reorganization energy of AG-PXZ-TRZ
remains consistently lower than that of PXZ-TRZ and DSFPXZ-
TRZ, regardless of its state—whether in solutions or lms.
This observation underscores the role of gridization in sup-
pressing vibration-induced non-radiative energy dissipation,
consistent with prior analyses, and thus offers a compelling
strategy for advancing OLED performance.
© 2026 The Author(s). Published by the Royal Society of Chemistry
Device performance

Cyclic voltammetry (CV) experiments were further performed to
elucidate the electrochemical characteristics and estimate the
HOMO and LUMO energy levels relevant for OLED fabrication
(Fig. S8). The HOMO levels are determined to be −5.60 eV and
−5.55 eV for AG-PXZ-TRZ and DSFPXZ-TRZ, respectively. From
the onset of the reduction wave, the LUMO energy levels are
calculated to be −3.39 eV and −3.25 eV, respectively. The
elevated HOMO level and suitably aligned LUMO of AG-PXZ-
TRZ are expected to facilitate efficient charge injection and
recombination, which is crucial to improving the device
performance of OLEDs.

To evaluate the potential of AG-PXZ-TRZ in solution-
processed OLEDs, devices with the conguration ITO/
PEDOT:PSS (30 nm)/EML/TPBI/Cs2CO3/Al were fabricated via
spin-coating. The corresponding energy-level alignment of the
device components is illustrated in Fig. 5a. In this architecture,
ITO and Al function as the anode and cathode, respectively.
PEDOT:PSS (poly(3,4-ethylenedioxy-thiophene):poly(styrene
sulfonate)) and Cs2CO3 serve as hole- and electron-injection
layers, while TPBI acts as the electron-transporting layer. First,
Chem. Sci.
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to probe the intrinsic emissive properties of AG-PXZ-TRZ, non-
doped OLEDs were fabricated using pure AG-PXZ-TRZ as the
emission layer. The resulting devices exhibit a low turn-on
voltage (Von) of 3.0 V and achieve a maximum luminance
(Lmax) exceeding 5800 cd m−2 (Fig. 5c). Notably, the devices
deliver a maximum current efficiency (CEmax) of 32.1 cd A−1 and
an external quantum efficiency (EQEmax) of 10.4%. For
comparison, OLEDs based on the acyclic analogue DSFPXZ-TRZ
exhibit a CEmax of 20.8 cd A−1 and an EQEmax of 6.92%, while
those incorporating the parent emitter PXZ-TRZ show markedly
lower performance, with a CEmax of 1.84 cd A−1 and an EQEmax

of 0.65%. The device incorporating nanogrid AG-PXZ-TRZ
exhibits a markedly enhanced external quantum efficiency—
more than tenfold higher than that of the control emitter—
primarily due to its superior lm-forming properties and sup-
pressed exciton quenching. The EL spectrum of AG-PXZ-TRZ
peaks at 552 nm, exhibiting a red shi of 13 nm relative to its
PL in the solid state. Similarly, DSFPXZ-TRZ exhibits an EL peak
at 556 nm, exhibiting a redshi of 6 nm compared to its PL
spectrum. In contrast, PXZ-TRZ displays a more signicant
redshi of 23 nm, with PL and EL maxima observed at 532 nm
and 555 nm, respectively. The relatively smaller shi observed
for AG-PXZ-TRZ suggests that the nanogrid architecture effec-
tively suppresses intermolecular interactions, thereby mini-
mizing exciton energy loss during device operation.

For device optimization, these emitters were incorporated as
dopants into the CBP host at concentrations of 20 wt%, 30 wt%,
and 40 wt%, serving as the EML. The resulting OLEDs exhibit
relatively low turn-on voltages, ranging from 3.0 to 4.5 V, with
a clear downward trend as the dopant concentration increases
(Fig. 5f, S21 and Table S1). Among these, devices incorporating
AG-PXZ-TRZ consistently show lower turn-on voltages relative to
their analogues. Notably, the device incorporating a 30 wt%
nanogrid emitter AG-PXZ-TRZ achieves state-of-the-art perfor-
mance for solution-processed yellow-green TADF OLEDs
(Fig. 5h),54–67 with a maximum luminance of 12 000 cd m−2, an
EQEmax of 28.9%, and a CEmax of 87.2 cd A−1. By contrast, the
parent emitter PXZ-TRZ and its non-grid analogue DSFPXZ-TRZ
exhibit signicantly reduced device performance, with the sole
exception of the emission brightness in the PXZ-TRZ-based
device. Specically, the EQEmax of PXZ-TRZ and DSFPXZ-TRZ
reach 2.97% and 15.4%, respectively, while their correspond-
ing CEmax values are 8.78 cd A−1 and 46.7 cd A−1. These results
provide compelling evidence for the efficacy of our gridization
strategy in the rational design of high-performance TADF
emitters.

Conclusions

In summary, this work establishes molecular gridization as
a robust and versatile strategy for constructing stable, efficient,
and solution-processable TADF macrocycles. The macrocyclic
nanogrid architecture unites rigidity, spatial connement, and
optimized electronic coupling within a single molecular
framework, thereby enhancing solution processability, sup-
pressing aggregation, lowering reorganization energy, and
reinforcing spin-conversion dynamics while simultaneously
Chem. Sci.
improving ozone resistance. These cooperative effects minimize
exciton loss and direct horizontal dipole alignment, resulting in
accelerated radiative decay (3.1×) and reverse intersystem
crossing (5.5×) relative to the parent emitter PXZ-TRZ. The
corresponding solution-processed OLEDs achieve an external
quantum efficiency of 28.9%, markedly outperforming both
PXZ-TRZ and the non-grid analogue DSFPXZ-TRZ. Beyond
simplifying macrocycle synthesis, gridization transforms donor
design into a modular and predictive approach for controlling
excitonic behavior in organic semiconductors. The nanogrid
concept thus provides a universal molecular blueprint for high-
performance organic emitters and offers a promising founda-
tion for next-generation optoelectronic systems, including
organic lasers, photodetectors, and upconversion devices.
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