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ADF emitters enhancing
electroluminescence efficiency via a “terminal
engineering” strategy

Hengxuan Qi,†abc Hao Liu,†d Deli Li, †e Lin Wu,*bc Jiasen Zhang,bc Huaxin Li, bc

Ziru Xin,bc Chao Xia,bc Ruixiang Peng, *bc Wenjun Wang,a Zujin Zhao,*d Wei Li *bc

and Ziyi Ge *bc

We implemented a “terminal engineering” strategy to address the challenges of low efficiency and the

difficulty of effectively narrowing the emission spectra within the single boron–nitrogen (BN) multi-

resonance thermally activated delayed fluorescence (MR-TADF) emitter system. By adding flexible

diphenylamino groups and insulating tert-butyl (t-Bu) groups, respectively, into the structurally simple

CzBN and the polycyclic aromatic hydrocarbon (PAH)-based Indo-CzBN, two novel proof-of-concept

MR-TADF emitters, DPA-CzBN and Indo-tCzBN, were successfully developed. Notably, the incorporation

of t-butyl units into polycyclic aromatic hydrocarbon (PAH)-structured indolocarbazole derivatives not

only markedly suppresses the vibration relaxation of the excited state, enabling Indo-tCzBN to achieve

an exceptionally narrow full width at half maximum (FWHM) of 19 nm and a high photoluminescence

quantum yield (PLQY) of up to 97.5%, but also significantly enhances the horizontal dipole orientation

factor (Q//) of Indo-tCzBN to 85.3%, compared to approximately 73.6% for Indo-CzBN. Accordingly,

benefiting from the synergistic effect of a high Q// factor and a high PLQY, both the non-sensitized and

sensitized organic light-emitting diodes (OLEDs) based on Indo-tCzBN achieved maximum external

quantum efficiencies (EQEmax) of 37.4% and 39.0%, respectively. These values rank among the highest

reported for MR-TADF emitters constructed on a single BN molecular architecture.
Introduction

With the rapid development of display technology, organic
light-emitting diodes (OLEDs) have become one of the most
promising options for next-generation displays, owing to their
numerous advantages, including low power consumption, high
color purity, wide viewing angles, fast response times, and
affordability. They show particular promise in demanding
applications such as virtual reality (VR), augmented reality (AR),
and ultra-high-denition displays with resolutions of 8K and
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above.1 Therefore, developing new high-performance electro-
luminescent (EL) materials and improving OLED performance
across efficiency, lifetime, and color quality has become a crit-
ical issue requiring urgent attention.2 Color purity is generally
measured by the full width at half maximum (FWHM) of the
luminescent materials. However, traditional uorescent mate-
rials tend to have relatively broad emission spectra due to
vibrational coupling from local excited (LE) states.3 Meanwhile,
phosphorescent materials containing heavy atoms usually
exhibit broad emission bands due to ligand-to-ligand charge-
transfer (LLCT) and metal-to-ligand charge-transfer (MLCT)
processes.4 As a result, both types struggle to achieve high color
purity. Thanks to the innovative work of researcher Hata-
keyama, who cleverly embedded boron (B) atoms alongside
electron-donating heteroatoms such as N, O, S, and Se within
a rigid polycyclic aromatic hydrocarbon (PAH) framework,
successfully inducing multiple resonance (MR) effects.5 He later
developed a new type of narrow-band luminescent material,
known as MR thermally activated delayed uorescence (MR-
TADF).5a The emergence of these materials has driven contin-
uous progress in OLED technology over the past decade, with
hundreds of highly efficient MR-TADF emitters reported.2c–e

More importantly, numerous factors inuence the perfor-
mance of EL materials in OLEDs. Among these, the most
Chem. Sci.
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Scheme 1 . Molecular design strategy and chemical structures of DPA-CzBN, Indo-CzBN, and Indo-tCzBN. Herein, the FWHM values corre-
spond to data from dilute toluene solution and from non-sensitizedOLEDs at a 3 wt% doping concentration. The EQE values are derived from the
non-sensitized system and the interlayer HF-OLEDs.
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signicant is the photoluminescence quantum yield (PLQY) of
the emitters under photoluminescence (PL) conditions, as it
primarily determines their potential for EL efficiency.6 Fortu-
nately, MR-TADF emitters are typically constructed on a highly
rigid polycyclic aromatic hydrocarbon (PAH) framework, which
inherently suppresses non-radiative transition processes,
thereby facilitating high PLQY. Additionally, with respect to the
exciton utilization ratio (EUR), MR-TADF materials generally
exhibit a larger energy gap between the singlet (S1) and triplet
(T1) states (DEST), resulting in longer delayed uorescence life-
times (sDF).5b However, this characteristic may impede T1 exci-
tons from reverting to the S1 state via reverse intersystem
crossing (RISC) and from attaining efficient electrolumines-
cence via radiative decay, thereby limiting the full utilization of
excitons. Two common strategies can be used to address the
issues above. One method involves adding heavy atoms, such as
Se, to exploit the heavy-atom effect and enhance spin–orbit
coupling (SOC).7 This boosts the RISC rate (kRISC) and enables
faster upconversion and higher T1 exciton yields. However, this
approach may result in reduced thermal stability, broader
emission spectra, and higher manufacturing costs, as forming
Se-containing groups is oen challenging. Another strategy
involves adding inert or non-inert shielding groups into the
molecular structure to improve the material's tolerance to
doping levels. For example, Yang et al. achieved this by incor-
porating the 1,3-di(9H-carbazol-9-yl)benzene (mCP) group at the
ortho position of the boron atom in the CzBN molecule.8 Our
team has also introduced 9,90-spirobi[uorene] (SF) or
10,20,30,3a0,40,50,60,6a0-octahydrospiro[uorene-9,70-[2,5]meth-
anopentalene] groups onto the B/N-PAH framework to produce
a similar effect.9 However, this approach, while enabling the
tuning of the emission wavelength, oen complicates synthesis
and can sometimes increase the FWHM values of the target
molecules. Notably, in addition to the inuence of the factors
mentioned above on the EL performance of MR-TADF emitters,
the effect of the aggregation morphology of organic molecules
on device performance should not be overlooked. Generally, the
external quantum efficiency (hout) of bottom-OLEDs without
additional light-extraction enhancement structures is ∼20–
Chem. Sci.
30%. Studies have demonstrated that some luminescent mate-
rials exhibit pronounced anisotropy in device environments,
with their transition dipole moments (TDMs) aligning parallel
to the substrate plane. This highly ordered dipole orientation
can effectively enhance optical outcoupling efficiency, thereby
substantially improving overall EL performance.10 Therefore,
understanding the various factors inuencing EL performance
and developing effective EL materials using simple, practical
experimental methods is a research area of both scientic and
practical importance.

To address the issues above, we propose a “terminal engi-
neering” strategy to simultaneously enhance EL efficiency and
reduce the FWHM of the emission spectra. By introducing
exible diphenylamino (DPA) groups and insulating tert-butyl
(t-Bu) groups, respectively, into the structurally simple CzBN
and the polycyclic aromatic hydrocarbon (PAH)-based Indo-
CzBN, two novel proof-of-concept MR-TADF emitters, DPA-
CzBN and Indo-tCzBN, were successfully developed (Scheme
1). DPA was chosen for its electron-donating ability and
conformational exibility, which can modulate HOMO delo-
calization. t-Bu was selected for its steric bulk and insulating
properties, which help suppress intermolecular quenching and
enhance lm morphology. It has been found that introducing
DPA can only limit the reduction in the FWHM values of DPA-
CzBN. However, indolocarbazole derivatives with a polycyclic
aromatic hydrocarbon (PAH) structure can signicantly inhibit
vibration relaxation in the excited state, thereby considerably
reducing the FWHM values of Indo-CzBN and Indo-tCzBN. As
a result, the FWHM decreased from 23 nm for CzBN to 19 nm
for Indo-tCzBN in dilute toluene solutions. Furthermore, based
on the energy-loss mechanism driven by bimolecular electron–
exchange interaction, which is dominated by short-range Dexter
energy transfer (DET) in MR-TADF emitters, introducing insu-
lating t-Bu can increase the intermolecular luminescent-center
spacing, thereby effectively suppressing non-radiative energy
loss and signicantly enhancing their optoelectrical perfor-
mance. Compared to CzBN (PLQY ∼80.2%) and Indo-CzBN
(PLQY ∼85.7%), the PLQY of Indo-tCzBN with a t-Bu group
has signicantly increased to 97.5%. The PLQY is an average of
© 2026 The Author(s). Published by the Royal Society of Chemistry
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three measurements with a standard deviation of ±1.2%.
Interestingly, adding insulating t-Bu signicantly improves the
horizontal dipole orientation (Q//) factor of Indo-tCzBN (85.3%)
compared to Indo-CzBN (∼73.6%), thereby enhancing the EL
performance of Indo-tCzBN. Accordingly, beneting from the
synergistic effect of a high Q// factor and a high PLQY, the non-
sensitized and sensitized OLEDs based on Indo-tCzBN achieved
maximum external quantum efficiencies (EQEmax) of 37.4% and
39.0%, respectively, which rank among the highest reported for
MR-TADF emitters built on a single BN molecular architecture.
We believe this work opens up new avenues for exploration and
offers promising luminescent materials suitable for ultra-high-
denition (UHD) display applications, combining high effi-
ciency with low manufacturing cost.
Results and discussion

DPA-CzBN and Indo-tCzBN were successfully designed and
synthesized via a one-step boronization strategy with high yields
(Scheme S1). CzBN and Indo-CzBN were also successfully
synthesized using the same synthetic method for comparison.
The synthetic route is shown in Scheme S1 and involves a one-
step boronation reaction. All target compounds were system-
atically characterized by high-resolution mass spectrometry
(HRMS), 1H nuclear magnetic resonance (1H NMR), and single-
crystal X-ray diffraction to unambiguously conrm their
molecular structures. The thermal decomposition temperatures
(Td, dened as the temperature at which 5% of the material's
mass is lost) of DPA-CzBN, Indo-CzBN, and Indo-tCzBN reach as
high as 492–530 °C, all surpassing that of the CzBN at 450 °C
(Fig. S1). None of the molecules was detected to have a glass
transition temperature (Tg), indicating that they are amorphous
(Fig. S2). Therefore, OLEDs based on these emitters can be
Fig. 1 Molecular structures, frontier molecular orbital (FMO) distribution
DPA-CzBN, Indo-CzBN, and Indo-tCzBN, respectively.

© 2026 The Author(s). Published by the Royal Society of Chemistry
fabricated via vacuum evaporation technology due to their
excellent thermal stability.

First, the electronic properties of four molecules in their
ground (S0) state were systematically investigated using density
functional theory (DFT) (Fig. 1). It is worth noting that, based on
the highest occupied molecular orbital (HOMO) distribution,
the MR effects of the B/N units within the molecule cause all
molecules to display signicant non-bonding characteristics.
This signicantly weakens the coupling during the S1-to-S0
transition, resulting in a highly narrow emission spectrum. In
particular, the HOMO distribution of CzBN and DPA-CzBN
extends across the entire molecular framework. Because DPA-
CzBN exhibits stronger HOMO delocalization than CzBN, its
HOMO energy level is signicantly shallower. In contrast, the
HOMO energy levels of Indo-CzBN and Indo-tCzBN are deeper
than that of DPA-CzBN because of the larger dihedral angles
between the benzene ring and the molecular backbone (59.8°
for Indo-CzBN and 59.3° for Indo-tCzBN), which restrict effec-
tive delocalization of the HOMO. Additionally, due to the hyper-
conjugation electron-donating effect of the tert-butyl carbazole
group, the HOMO energy level of Indo-tCzBN is further shied
downward (i.e., deeper) compared to Indo-CzBN. Given the
planar structure of CzBN, its lowest unoccupied molecular
orbital (LUMO) distribution extends across the entire molecule.
DPA-CzBN also exhibits a LUMO distribution similar to that of
CzBN, thereby achieving a LUMO energy level comparable to
that of CzBN. The closed-loop structure enhances conjugation
for Indo-CzBN and Indo-tCzBN. As a result, their LUMO energy
levels extend to the parts of 12-phenyl-5,12-dihydroindolo[3,2-a]
carbazole (Indo-Cz) and 2-(tert-butyl)-12-phenyl-5,12-di-
hydroindolo[3,2-a]carbazole (Indo-tCz), leading to shallower
LUMO energy levels compared to CzBN and DPA-CzBN (Fig. 1).
It is worth noting that in Indo-tCzBN, the insulated t-Bu
s and energy levels, and spin–orbital density of the T1 state of CzBN,

Chem. Sci.
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Fig. 2 Calculated Huang–Rhys (HR) factor for the S1/ S0 transition of (A and E) CzBN, (B and F) DPA-CzBN, (C and G) Indo-CzBN, and (D and H)
Indo-tCzBN, respectively. To facilitate the analysis, we provide two distinct frequency ranges. Reorganization energy of (I) CzBN, (J) DPA-CzBN,
(K) Indo-CzBN, and (L) Indo-tCzBN, respectively.
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carbazole group shows specic inert shielding effects on the
distribution of frontier molecular orbitals (FMOs). This feature
is vital for MR-TADF emitters, which typically exhibit long sDF,
as it helps reduce non-radiative decay driven by the DET
mechanism-dominated intermolecular interactions.

Meanwhile, time-dependent DFT (TD-DFT) calculations were
also employed to comprehensively investigate the electronic
properties of CzBN, DPA-CzBN, Indo-CzBN, and Indo-tCzBN in
excited states (Fig. S3–S5). As expected, all the molecules
exhibited high oscillator strength (f) in the S1 state, a charac-
teristic that traditional TADF materials lack (Fig. S3). This
suggests that these molecules are likely to undergo rapid radi-
ative decay (kR). On the other hand, although the NTO distri-
butions of the T1 states in all molecules are similar to those of
the S1 state, the NTO distributions of the T2 and T3 states exhibit
signicant differences compared to the S1 state (Fig. S4 and S5).
It has been reported that in MR-TADF materials, triplet excitons
can undergo RISC via high-energy triplet (Tn, n $ 2) states back
to the S1 state, leading to radiative emission and improved
exciton utilization efficiency. In this context, the distinct NTO
distributions of the T2 and T3 states relative to the S1 state may
substantially enhance the efficiency of triplet exciton
utilization.2d,e

The above DFT calculations conrm that this series of
materials exhibits MR properties and can produce very narrow
emission. To gain deeper insight into the relationship between
molecular structure and emission narrowing, we systematically
computed the Huang–Rhys factor (HR), the recombination
Chem. Sci.
energy (l), and the root-mean-square displacement (RMSD),
thereby providing more robust theoretical support (Fig. 2 and
S6). It was found that within 500–3000 cm−1, the HR factor is
minimal, indicating that vibrational modes associated with
molecular stretching vibrations, which typically contribute to
emission broadening, are signicantly suppressed. In the low-
frequency region (0–500 cm−1), low-energy vibrational modes
#300 cm−1, such as scissoring/twisting vibrations, were
observed. Consequently, all vibronic transitions associated with
these low-energy vibrational modes are combined into a single
emission peak, resulting in a narrow FWHM.We also calculated
the ls for all molecules (Fig. 2I–L). The results showed that both
Indo-CzBN and Indo-tCzBN had very low ls, indicating that the
fused-PAH structure can signicantly suppress vibrational
relaxation in the excited state, thereby narrowing the emission
spectrum and effectively reducing the Stokes shi. In contrast,
DPA-CzBN showed a relatively higher l. Further analysis of the
RMSD between the S0 and S1 states revealed that DPA-CzBN also
possesses a greater geometric structural change than CzBN,
Indo-CzBN, and Indo-tCzBN (Fig. S6). Structural analysis sug-
gested that conformational deformation occurs during the
excited-state process. However, these deformations primarily
arise from dihedral (scissoring) and torsional (twisting) vibra-
tions below 200 cm−1, which correspond to low-frequency
vibrational modes and are expected to have only a minor
inuence on the FWHM of the emission spectra.

In dilute toluene solutions (10−5 M), the ultraviolet-visible
(UV-vis) absorption spectra and photoluminescence (PL)
© 2026 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 Ultraviolet-visible (UV-vis) absorption and PL spectra of (A) CzBN, (B) DPA-CzBN, (C) Indo-CzBN, and (D) Indo-tCzBN, respectively. Low-
temperature fluorescence (LTFL) and low-temperature phosphorescence (LTPh) spectra of (E) CzBN, (F) DPA-CzBN, (G) Indo-CzBN, and (H)
Indo-tCzBN in toluene dilute solution at 77 K. Transient PL spectra of (I) CzBN, (J) DPA-CzBN, (K) Indo-CzBN, and (L) Indo-tCzBN, respectively, in
doped films.
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spectra of the four molecules were investigated. In UV-vis
spectra, for all molecules within the wavelength range of 300–
400 nm, a mixed absorption band exists that can be attributed
to the intrinsic p–p* absorption transition and n–p* transition
of these molecules. Within the range of 400–500 nm, a strong
and narrow absorption band appears, originating from the
short-range intramolecular charge transfer (ICT) transition
caused by the MR effect induced by B/N-PAH (Table S1). In PL
spectra, consistent with the reference CzBN, DPA-CzBN exhibits
a smaller FWHM of 21 nm (Fig. 3 and Table S1). On the other
hand, both Indo-CzBN and Indo-tCzBN demonstrate very
narrow FWHMs, suggesting that fused-PAH strategies can
excessively restrict geometrical deformation to some degree in
the S1 state. Additionally, we examined the luminescence
properties of CzBN, DPA-CzBN, Indo-CzBN, and Indo-tCzBN in
various polar solvents, known as the “solvatochromism effect”
(Fig. S10 and Table S3). Compared to CzBN, DPA-CzBN, Indo-
CzBN, and Indo-tCzBN showed narrower FWHMs in both low-
polarity and high-polarity solvents, indicating a weaker sol-
vatochromic effect. For example, in DMF, the FWHM of CzBN
was as high as 31 nm, while those of Indo-CzBN and Indo-tCzBN
were 25 nm and 26 nm (Table S2), respectively. This may be due
to the more rigid, fused-PAH molecular skeleton of Indo-CzBN
and Indo-tCzBN, which suppresses vibrational relaxation and
© 2026 The Author(s). Published by the Royal Society of Chemistry
excited-state structural rearrangements. Furthermore, the low-
temperature uorescence (LTFL) and low-temperature phos-
phorescence (LTPh) spectra of CzBN, DPA-CzBN, Indo-CzBN,
and Indo-tCzBN in a toluene dilute solution at 77 K were
measured to determine their energy levels of the S1 and T1 states
(Fig. 3E–H and Table S1). Compared to CzBN, Indo-CzBN and
Indo-tCzBN with a fused-PAH framework exhibit smaller
singlet–triplet splitting energies (DEST). Notably, the energy
difference of Indo-tCzBN is as low as 0.04 eV, which is highly
conducive to converting triplet excitons into the S1 state via
RISC processes, thereby achieving efficient exciton utilization.
To conrm the TADF characteristics of all the materials, we
further measured their transient PL spectra in doped lms
(Fig. 3I–L and Table S4). All emitters exhibited double-
exponential decay, indicating efficient utilization of triplet
excitons in these materials. In particular, compared with CzBN,
DPA-CzBN, Indo-CzBN, and Indo-tCzBN have shorter radiative
decay lifetimes (sPF ∼4 ns), resulting in higher ksr values of up to
108 s−1 (Table S3). Additionally, in the doped system, the PLQYs
of the lms based on CzBN, DPA-CzBN, Indo-CzBN, and Indo-
tCzBN were measured (Table S3). The results reveal that, despite
sharing a similar core structure, these molecules exhibit
markedly different PLQY values. Notably, the PLQY of Indo-
tCzBN (97.5%) has increased by ∼20% relative to Indo-CzBN
Chem. Sci.
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Fig. 4 Single-crystal and unit cell structures, intermolecular packing patterns with the most compact dimer structures, and the primary
intermolecular p–p interactions in DPA-CzBN, Indo-CzBN, and Indo-tCzBN within their crystals.
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(81.2%), reecting a signicant enhancement. This substantial
increase indicates that the incorporation of t-Bu groups effi-
ciently inhibits non-radiative decay pathways in Indo-tCzBN.

We successfully obtained single crystals of DPA-CzBN, Indo-
CzBN, and Indo-tCzBN via the chloroform/methanol solvent
diffusion method (Fig. 4 and S11–14). Interestingly, although
the three emitters share similar chemical structures, their
single-crystal packing patterns still differ. From the crystal cell
structures of each, it is evident that, compared with DPA-CzBN,
Indo-CzBN and Indo-tCzBN exhibit more extensive intermolec-
ular interactions. Additionally, the most densely packed dimer
structures were individually extracted from their single crystals,
and the shortest intermonomer distances are 3.54 Å, 3.57 Å, and
3.48 Å, respectively, indicating that the molecular spacings
among the three are comparable (Fig. 4). Furthermore, to gain
deeper insights into the packing characteristics of DPA-CzBN,
Indo-CzBN, and Indo-tCzBN, a comprehensive analysis of the
primary intermolecular interactions was conducted using
Hirshfeld surface analysis (Fig. 4 and S7–S9),11 indicating that
weak interactions, specically C–H/H–C (45.8–68.2%) and C–
Chem. Sci.
H/p (24.3–37.2%), predominantly govern the intermolecular
interactions in DPA-CzBN, Indo-CzBN, and Indo-tCzBN (Fig. S7–
S9). More importantly, DPA-CzBN, Indo-CzBN, and Indo-tCzBN
exhibit p–p interactions, accounting for 9.7%, 10.4%, and
8.0%, respectively. Notably, in MR-TADF materials, exciton
quenching primarily occurs via the DET mechanism, which
depends on electron exchange between bimolecules and is
highly sensitive to intermolecular distance; thus, even slight
changes in intermolecular interactions (e.g., p–p or C–B/p)
can signicantly inuence exciton annihilation. Specically, in
Indo-tCzBN, the introduction of multiple t-Bu groups weakens
intermolecular interactions to some extent, thereby effectively
reducing p–p stacking, which is anticipated to enhance both
the PL and EL properties of Indo-tCzBN. Such a structural
alteration may partially account for the higher PLQY of Indo-
tCzBN relative to Indo-CzBN.

To evaluate the intrinsic EL properties of DPA-CzBN and
Indo-tCzBN, non-sensitized OLEDs were rst fabricated using
mCPBC as the host material, which has high S1 and T1 energy
(Fig. 5 and S15–S17). OLEDs based on CzBN and Indo-CzBN
© 2026 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 (A) The device architecture and energy diagram, (B) functional layer materials used in these OLEDs, (C) EL spectra, (D) EQE–luminance
curves, (E) current density–voltage–luminance curves, (F) comparison chart of FWHM values, and (G) comparison chart of EQEmax values of non-
sensitized OLEDs based on CzBN, DPA-CzBN, Indo-CzBN, and Indo-tCzBN with a doping concentration of 3 wt%.
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with the same device structure were also fabricated for
comparison. The device structure is shown in Fig. 5A, and the
materials used for the key functional layers are summarized in
Fig. 5B. The HOMO and LUMO of CzBN, DPA-CzBN, Indo-CzBN,
Table 1 EL performance of non-sensitized OLEDs based on CzBN, DPA

Emitter Dop. [wt%] Von
a [V]

CEmax/PEmax/EQEmax
b (cd A

(lm W−1)/(%)

CzBN 1 3.5 39.6/35.6/24.7
3 3.5 52.7/47.0/23.7
5 3.4 58.1/52.2/23.6

DPA-CzBN 1 3.5 39.3/35.3/24.4
3 3.5 45.8/21.1/25.5
5 3.4 47.2/43.6/25.3

Indo-CzBN 1 3.7 40.5/34.2/25.6
3 3.5 56.4/49.2/27.1
5 3.4 66.9/60.9/27.8

Indo-tCzBN 1 3.6 58.3/50.9/33.8
3 3.5 72.1/64.7/37.4
5 3.5 73.1/65.4/35.5

a Von denotes the voltage value when the luminance is 1 cd m−2. b CE re
quantum efficiency. c lEL denotes the emission peak at a current density

© 2026 The Author(s). Published by the Royal Society of Chemistry
and Indo-tCzBNB were evaluated by cyclic voltammetry (Fig.
S15). To accurately assess the EL performance of these new
emitters, OLEDs were fabricated with doping concentrations of
1, 3, and 5 wt%. The experimental data for all non-sensitized
-CzBN, Indo-CzBN, and Indo-tCzBN, respectively

−1)/
FWHM (nm) Lmax (cd m−2) lEL

c (nm) CIEd (x, y)

31 10 990 482 (0.10, 0.29)
46 13 440 486 (0.13, 0.43)
54 15 010 490 (0.14, 0.48)
26 11 140 486 (0.09, 0.32)
31 8954 488 (0.09, 0.37)
42 11 160 490 (0.09, 0.40)
25 17 130 484 (0.09, 0.30)
27 18 460 486 (0.11, 0.41)
27 19 220 490 (0.14, 0.48)
26 20 300 490 (0.08, 0.37)
26 22 460 492 (0.08, 0.44)
27 21 770 492 (0.08, 0.46)

presents current efficiency, PE is power efficiency, and EQE is external
of 5 mA cm−2. d CIE denotes Commission Internationale de l'Eclairage.

Chem. Sci.
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Fig. 6 The horizontal dipole orientation factor of (A) CzBN, (B) DPA-CzBN, (C) Indo-CzBN, and (D) Indo-tCzBN in 3 wt% doped systems. (E)
Schematic diagram of the exciton dynamics process under electric excitation conditions of the interlayer hyperfluorescence (HF) strategy.
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devices are summarized in Table 1. Regarding FWHM values, it
is essential to note that for OLEDs based on CzBN, the FWHM is
much broader than in solutions (Fig. 3, Tables S1 and S2),
ranging from 31 nm (1 wt%) to 52 nm (5 wt%) (Fig. 5C, S16C,
S17C, and Table 1). Similarly, non-sensitized OLEDs based on
DPA-CzBN showed an increasing FWHM: at 1 wt%, it was
26 nm, rising to 42 nm at 5 wt%. Although the DPA unit partially
reduced the FWHM broadening, its effect remained limited.
Conversely, Indo-CzBN and Indo-tCzBN, which feature rigid
PAH structures, exhibit a strong ability to suppress FWHM
broadening in OLEDs. For instance, at a doping concentration
of 3 wt%, the FWHM values of OLEDs based on Indo-CzBN and
Indo-tCzBN were only 27 nm and 26 nm, respectively, which are
41.3% and 43.5% lower than those of devices based on CzBN
(Fig. 5F and Table 1), an impressive outcome.

In terms of EQE values, at the same doping concentration
(e.g., 3 wt%), the peak EQE of OLEDs based on DPA-CzBN, Indo-
CzBN, and Indo-tCzBN showed varying degrees of improvement
compared to the reference molecule CzBN (Fig. 5G and Table 1).
This trend aligns with changes in PLQY values of these emitters
Chem. Sci.
in doped lms. In particular, compared with CzBN, OLEDs
based on DPA-CzBN showed only a slight improvement (Fig. 5G
and Table 1), indicating that DPA's effect on improving the EL
performance of DPA-CzBN is relatively limited. Notably,
compared with CzBN, the OLED based on Indo-tCzBN exhibited
a 57.8% increase in efficiency (Fig. 5G and Table 1), reaching
a maximum EQE of 37.5%; even compared with the device
based on Indo-CzBN, its efficiency improved by 27.7%. Further
analysis indicates that the high EQE of the Indo-tCzBN device is
primarily attributable to the synchronous optimization of its
internal quantum efficiency and light-extraction efficiency. The
improvement in internal efficiency is attributed to the PLQY of
up to 97.5% in the doped lm, which is suppressed by the
spatial shielding effect of tert-butyl, thereby inhibiting inter-
molecular Dexter energy transfer and non-radiative decay
pathways. Notably, the OLED based on Indo-tCzBN has ach-
ieved synergistic optimization, achieving both a narrow FWHM
and an exceptionally high EQE, ranking among the highest re-
ported in the current literature (Table S6).2c–e,6b,8,12
© 2026 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 (A) The device architecture and energy diagram, (B) functional layer materials, (C) EL spectra, (D) EQE-luminance curves, anf (E) current
density–voltage–luminance curves of interlayer hyperfluorescence (HF) OLEDs based on CzBN, DPA-CzBN, Indo-CzBN, and Indo-tCzBN with
a doping concentration of 3 wt%. (F) Comparison chart of FWHM values between non-sensitized and interlayer HF-OLEDs. (G) Comparison chart
of EQEmax values between non-sensitized and interlayer HF-OLEDs. Here, the conventional TADF emitter m-MDBA-DI, known for high EL
performance, was used as an assisting host for the interlayer HF.
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In addition to the high EQE arising from improved PLQY, we
propose that other factors contributed to enhancing the overall
device efficiency. We therefore further examined the orientation
characteristics of the transition dipole moment in 3 wt% CzBN-,
DPA-CzBN-, Indo-CzBN-, and Indo-tCzBN-doped mCPBN
matrices. As illustrated in Fig. 6A–D,Q//= 100% corresponds to
a perfectly horizontal alignment, whereas Q//= 67% represents
a completely isotropic distribution, which serves as a theoretical
reference. The experimental results indicate that the doped
lms based on CzBN, DPA-CzBN, and Indo-CzBN exhibit only
moderate orientation factors, with Q// values of 70.1%, 71.9%,
and 73.1%, respectively. Considering their PLQY values, thisQ//
characteristic provides a reasonable explanation for their rela-
tively modest EL performance. Notably, the doped lm incor-
porating multi-t-Bu-modied Indo-tCzBN achieved
a signicantly higher Q// value of 85.3%, far exceeding those of
the other comparable materials. Combined with its outstanding
PLQY, this highly ordered molecular orientation creates favor-
able conditions for achieving higher light extraction efficiency
in the device. This observation reasonably accounts for the
© 2026 The Author(s). Published by the Royal Society of Chemistry
markedly superior EL performance of Indo-tCzBN in OLEDs
compared to CzBN, DPA-CzBN, and Indo-CzBN.

Considering the different polarity requirements of MR-TADF
emitters and TADF sensitizers for host materials, traditional
homogeneous sensitization designs oen struggle to achieve
both high EL efficiency and a narrow FWHM simultaneously.
The interlayer sensitization strategy addresses this issue by
placing the MR-TADF emitter and the TADF sensitizer in adja-
cent host layers with low and high polarity, respectively
(Fig. 6E). This method promotes efficient energy transfer via
long-range Förster resonance energy transfer (FRET), thereby
effectively addressing polarity mismatch and greatly enhancing
exciton utilization. Thus, to fully utilize excitons and improve
device performance, we introduced the conventional TADF
emitter m-MDBA-DI, which exhibits high EL performance, as an
assisting host material for the interlayer hyperuorescence
(interlayer HF) system (Fig. 7 and Table S5). This interlayer
design not only resolves the polarity mismatch between the
main materials but also accounts for the fundamental photo-
physical differences between MR-TADF emitters and traditional
TADF sensitizers. MR-TADF materials typically exhibit high
Chem. Sci.
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oscillator strength but weak spin–orbit coupling, which is
conducive to narrow-spectrum radiation but not to rapid RISC;
by contrast, traditional TADF sensitizers generally have strong
spin–orbit coupling to achieve rapid RISC but exhibit a wider
emission spectrum. Spatially separating the two effectively
avoids their mutual interference in the mixed layer, allowing
each material to operate in its optimal physical and chemical
environment. Energy is transferred via long-range FRET, which
imposes relatively loose spectral-overlap requirements, thereby
enabling efficient triplet-exciton collection while preserving the
narrow-spectral characteristics of MR-TADF emitters. The
device architecture is illustrated in Fig. 7A, and the key
functional-layer materials are summarized in Fig. 7B. In this
type of HF-OLEDs, we unexpectedly observed that the FWHM
values of HF-OLEDs based on CzBN and DPA-CzBN exhibited
varying degrees of reduction. Notably, the device's FWHM,
based on the reference emitter CzBN, decreased by 21.7%,
thereby mitigating spectral broadening induced by the host
material (Fig. 7C and F). More importantly, compared with non-
sensitized devices, the interlayer HF-OLEDs demonstrated
further performance enhancements (Fig. 7D, G and Table S5).
In particular, the HF-OLED based on Indo-tCzBN achieved an
EQEmax of up to 39.0%, surpassing its original high perfor-
mance (EQE ∼37.4%) and ranking among the top-performing
devices reported for MR-TADF material systems based on
a single BN structure (Tables S5 and S6).
Conclusion

We propose a “terminal engineering” strategy to simultaneously
enhance EL efficiency and reduce the FWHM of the emission
spectra. By introducing exible DPA groups into the structurally
simple CzBN and insulating t-Bu groups into the PAH-based
Indo-CzBN, two novel concept-proof MR-TADF materials, DPA-
CzBN and Indo-tCzBN, were successfully developed. It was
found that introducing DPA could only slightly narrow the
FWHM of DPA-CzBN. At the same time, the indolocarbazole
derivatives with PAH structures could signicantly suppress the
vibrational relaxation of the excited state, thereby signicantly
narrowing the FWHM of Indo-CzBN and Indo-tCzBN. As
a result, the FWHM decreased from 23 nm for CzBN to 19 nm
for Indo-tCzBN in dilute toluene solution. Further studies
revealed that introducing insulating t-Bu groups could increase
the distance between the luminescent centers of the molecules,
effectively suppressing non-radiative energy loss and thereby
signicantly improving the optoelectric performance of Indo-
tCzBN (PLQY ∼97.5%). Notably, the introduction of t-Bu also
considerably increased the Q// of Indo-tCzBN to up to 85.3%.
Owing to the synergistic effect of the high Q// factor and high
PLQY, non-sensitized and sensitized OLED devices based on
Indo-tCzBN achieved EQEmax values of 37.4% and 39.0%,
respectively, ranking among the highest reported for MR-TADF
materials based on a single BN molecular skeleton. This study
presents a new approach to developing high-efficiency, low-cost
luminescent materials for ultra-high-denition displays,
demonstrating broad applicability.
Chem. Sci.
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