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phosphorus by sequential wet-
chemical surface oxidation†
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We report a straightforward chemical methodology for controlling the thickness of black phosphorus flakes

down to the monolayer limit by layer-by-layer oxidation and thinning, using water as solubilizing agent.

Moreover, the oxidation process can be stopped at will by two different passivation procedures, namely

the non-covalent functionalization with perylene diimide chromophores, which prevents the

photooxidation, or by using a protective ionic liquid layer. The obtained flakes preserve their electronic

properties as demonstrated by fabricating a BP field-effect transistor (FET). This work paves the way for

the preparation of BP devices with controlled thickness.
Introduction

Black Phosphorus (BP) is attracting tremendous attention as
a new 2D material due to its excellent properties such as its
direct bandgap (spans over 0.3–2 eV), high carrier mobility (up
to 6000 cm2 V�1 s�1), good on/off ratio and exotic in-plane
anisotropy, which make it unique for thermal imaging, ther-
moelectrics, sensing, ber optics communication, and photo-
voltaics, to name only a few.1–7 Pristine BP is very oxophilic and
under ambient conditions easily converted to PO2

3�, PO3
3�, and

PO4
3� species.8–12 Water is crucial in the degradation process,

indeed, water allows for the dissociation of oxidized P from the
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BP to accelerate the structure degradation.13 This degradation
channel may occur both in presence14 or absence of light15 due
to the enhanced oxygen electron affinity effect induced by
highly-polarized water molecules on the BP surface, but
requires both oxygen and water. In order to stabilize BP several
passivation strategies involving encapsulation and both non-
covalent and covalent surface functionalization have been
developed.16–23 Moreover, very recently a promising coverage
procedure employing ionic liquids has been developed. The
corresponding protected BP layers were stable for months and
the favourable electronic properties could be conserved.24–26

What the delamination and exfoliation of crystalline BP is
concerned, the efficient generation of single layers remains – in
contrast to graphite/graphene technology – a very challenging
task. For example, the monolayer yield in micromechanical
exfoliation is rather limited and the entire process is difficult to
control. On the other hand, liquid phase exfoliation using
compatible organic solvents leads to some monolayer forma-
tion but allows only to the identication of very small akes
with lateral dimensions of less than 500 nm.27–29 This poses
severe limitations to possible applications, e.g. in electronic
devices. Several efforts have been developed in order to fabricate
very thin BP akes with large lateral dimensions, this includes
plasma and laser oxidation processes as well as scanning probe
nanolithography and water rinsing.30–33 In any case, the access
to the single layer regime and the control of the number of
layers remains a challenge.

Herein we introduce a very simple and highly efficient
protocol for the controlled formation of single layer BP. The key
point is aqueous step-by-step processing causing continuous
layer thinning by oxidative degradation of the outer layers
(Fig. 1). Moreover, we demonstrate that this iterative
This journal is © The Royal Society of Chemistry 2019
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Fig. 1 Thinning of BP by rinsing with DI water. (a) Scheme illustrating
the used concept for the layer-by-layer thinning of micromechanically
exfoliated BP flakes on Si/SiO2-substrates. During oxidation PxOy-
species form (25% relative humidity, 21 � 1 �C), which coalesce over
time before they can be rinsed with DI water (second step) leading
again to a flat BP surface. This process can be repeated several times in
order to get the desired thickness. (b) Sequence of optical images of
a BP flake showing its pristine (1), oxidized after 5 days (2) and the
washed (3) form with DI water. Further oxidation for 2 days (4) and
subsequent rinsing with DI water (5) complete the series. The color
change from yellow to blueish of the flake already indicates a thinning
of the BP flake. (c) AFM images corresponding to the pristine BP flake
(1) as well as after each washing procedure (3 & 5). (d) Statistical AFM
evaluation recorded in the white square of the corresponding AFM
image above visualizing the difference in height between the under-
lying substrate and the BP flake clearly confirming the thinning effect.
Note that the first peak in the topography AFM statistics histograms
accounts for the substrate, and the second peak to the flake.

Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

5 
 2

01
9.

 D
ow

nl
oa

de
d 

on
 2

8.
2.

20
26

 . 
11

:3
3:

23
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
degradation process can be stopped at will using non-covalent
passivation approaches.17,34 This was accomplished either by
surface passivation with perylenes causing effective protection
against photo-oxidation, or by protective ionic liquids,24–26

which effectively encapsulate the akes. Moreover, we demon-
strate that the thinning by washing is an appropriate route for
the preparation of eld effect transistors (FET) exhibiting
comparable performance with respect to the pristine BP.

Results and discussion

The oxidative degradation of BP can easily be followed for
example by atomic force microscopy (AFM) under ambient
conditions with the formation of droplets on the ake
surface.24,35 This is a consequence of the generation of hydro-
philic PxOy species such as phosphorous acid. These droplets
grow continuously until a nal coalescence with a dramatic
increase in volume is observed. We have now discovered that
these droplets can be removed by simple water rinsing in the
same way that was previously described for BP-based FET
devices. This is a consequence of the high water solubility of the
This journal is © The Royal Society of Chemistry 2019
generated phosphorous oxides, leaving a fresh BP surface
behind. For the systematic and quantitative monitoring of the
decomposition behaviour of thin layer BP, we prepared BP
nanosheets of different thicknesses by micromechanical exfo-
liation of BP using a Scotch tape. We optimized this procedure
by working under the inert conditions of an argon-lled glove-
box (<0.1 ppm of H2O and O2) and starting from a nely ground
sample. The akes were extensively characterized by scanning
Raman microscopy (SRM) and AFM, following our previously
published procedure.6,24 The pristine akes were characterized
aer exfoliation, and were subsequently exposed to controlled
ambient conditions (average relative humidity: 25%, tempera-
ture: 21 � 1 �C) for several days, leading to BP oxidation. The
degradation process was followed by a time-lapse AFM video
showing how a BP ake of ca. 5 nm is progressively degraded
and completely destroyed aer 12 hours (ESI Fig. SI 1†). In order
to reduce the thickness, rstly the akes were rinsed with
doubly distilled water aer the droplets coalesced on the
surface, leading to a new fresh BP surface, this process can be
iteratively repeated following the expected layer-by-layer thin-
ning mechanism35 and showing a progressive and homoge-
neous nanometric thinning of the akes in the AFM topography
images. An estimation of the reduced thickness of a given ake
can be drawn from statistical AFM and Raman analysis of
measurements performed aer different time spans of
controlled oxidation and rinsing, keeping constant the relative
humidity, illumination and temperature (Fig. 2). Concretely, for
the Raman spectroscopy and AFM analysis, the micro-
mechanically exfoliated BP akes were deposited on 300 nm
thick SiO2/Si substrates. Their thickness was determined either
by AFM topography images or by monitoring the normalized
Raman silicon intensity attenuation by using scanning Raman
microscopy (SRM).24

A thickness reduction of about 1.5 nm was determined aer
one day of degradation. Aer eight days the reduction was more
than 14 nm (Fig. SI 2†). Interestingly, according to AFM anal-
ysis, the surface roughness decreases aer water rinsing – root
mean square (RMS) values decrease from 1.4 nm (pristine) or
from 4.9 nm (oxidized) to 1.1 nm – indicative of a smoother
surface (Fig. SI 3†). Moreover, we investigated the inuence of
the water rinsing frequency on the degradation kinetics. Firstly,
we carried out successive washing steps aer every 96 hours,
and compared with a day-by-day washing using statistical
evaluation of AFM images (Fig. SI 4 and 5†). Remarkably, the
degradation was slower for the later procedure. This is probably
due to the generation of a pristine hydrophobic BP surface,
which requires further oxidation (either by O2

9 or by O2/H2O
superclusters15) to generate a hydrophilic surface allowing for
the physisorption of water, which nally interacts with the
previously generated PxOy leading to phosphorous acid and
related species. Therefore, for a precise control over the thin-
ning process, short periodical washing steps are favourable.
Notably, we have observed that by increasing the relative
humidity to values of ca. 60% this degradation process is
dramatically accelerated, highlighting the critical role of water
in BP degradation kinetics, being more difficult to control the
thinning process. In turn, by using our experimental conditions
RSC Adv., 2019, 9, 3570–3576 | 3571
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Fig. 2 Thinning down to the monolayer limit. (a) AFM images of
a micromechanically exfoliated BP flake, which has been rinsed up to 4
times with DI water in order to reach the monolayer limit. (b) Corre-
sponding AFM height profiles along lines 1–3 demonstrating the
reduced thickness of the flake. (c) Statistical AFM evaluation recorded
in the monolayer region of the BP flake which relate nicely to the AFM
height profiles. (d) Raman characterization of the BP flake: (Left). The
remaining Si attenuation curve was extended by the point at 2.4 nm.
Single layered BP has a remaining Si intensity higher than 80% in
comparison to the pure substrate which represents a nice estimation
tool. (Middle) Corresponding Ramanmapping of the A1

g/A
2
g-ratio of the

BP flake after 4 times of washing with DI water. (Right) Mean Raman
spectra of the pure substrate, the monolayer region of the BP flake
(blue) and the thicker part of the BP flake (orange) highlighting the
difference in the remaining Si attenuation.

Fig. 3 Passivation strategies. (a) (Left) AFM image of micromechani-
cally exfoliated BP covered with PDI. Before the coverage with PDI, the
BP has been rinsed with DI water. (Middle) AFM height profiles along
line 1 after the coverage with PDI and 72 hours later. The nearly same
shape of the height profiles illustrates the passivation effect of the PDI,
temporarily preventing any oxidation phenomena. The inset shows the
molecular structure of the used PDI: N-bis-(tert-butyl-(2,20-amino-
butylazanediyl)-diacetate)-3,4,9,10-perylene diimide. (Right) Mean
Raman spectra of the non-covalently functionalized BP flake with PDI
showing both the characteristic peaks of the BP as well as the fine
structure of PDI peaks. (b) (Left) AFM image of micromechanically
exfoliated BP which has been treated several times with DI water
before IL was deposited to prevent oxidation. (Middle) AFM image of
the corresponding flakes after they had been covered for 10 days by IL.
(Right) Comparison of the A1

g/A
2
g-ratio of the BP flakes before and after
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at a controlled humidity of ca. 25%, it is possible to reach an
unprecedented control over the thickness of BP akes, as re-
ected in the calibration curve obtained for several akes
(Figure SI 2†). Indeed, we were able to repeatedly reach
a minimum AFM apparent thickness of ca. 2.4 nm for several
akes (Fig. SI 6–8†), which aer further degradation were
completely degraded, suggesting their monolayer nature. It is
worth to mention here that the apparent AFM heights of
nanosheets obtained by LPE can be overestimated because of
the presence of residual solvent27,36 as well as contributions
from effects such as capillary and adhesion forces, as reported
elsewhere.37,38 In order to elucidate whether we reached the
monolayer limit or not, a control experiment measuring
monolayer and bilayer graphene akes prepared by micro-
mechanical exfoliation was performed, obtaining an average
thickness of ca. 2 nm, thus corroborating the monolayer char-
acter of our BP nanosheets (ESI Fig. SI 9†). Moreover, SRM
studies revealed a remaining silicon attenuation of more than
80%, which perfectly ts to that expected for a monolayer (Fig. 2
and SI 7†).24
3572 | RSC Adv., 2019, 9, 3570–3576
This top-down chemical methodology can be considered as
a new and exible single-ake exfoliation technique able to
provide BP nanosheets with a desired thickness. In order to
make it even more tractable it would be desirable to inhibit the
subsequent degradation step when a given thickness is reached.
This would open exciting perspectives for manufacturing of
devices. To explore this possibility, we took advantage of two
efficient passivation routes previously developed in our group:
(i) the non-covalent functionalization with tailor-made perylene
diimides (PDI),17 and (ii) the passivation using ionic liquids
(concretely BMIM-BF4).24

To assure comparability, we have prepared akes of 4 �
0.5 nm, and then treated them using both passivation
approaches. First of all, we investigated the single-ake
passivation using a PDI chromophore by dip-coating a thin-
ned BP ake of ca. 4.4 nm in a 10�5 M solution of the PDI in THF
in an argon-lled glove box. The resulting functionalization
process was conrmed by statistical Raman spectroscopy (SRS),
which shows the dramatic quenching of the PDI uorescence,
with the exclusive PDI functionalization of the BP akes (Fig. 3).
We have determined the thickness of the organic layer covering
the akes to be of ca. 1.2 nm (Fig. SI 10 and 11†). A value slightly
lower to that theoretically expected for about 6 PDI monolayers,
considering the threshold for a complete protection against
oxygen and water penetration.34 Furthermore, to ensure the
successful formation of BP-PDI hybrids in solution, XPS
measurements were performed. Fig. SI 12,† shows P 2p core-
level photoemission spectra of BP, which exhibits a well
resolved single doublet (2p3/2 and 2p1/2) characteristic of
treatment with IL showing nearly no difference.

This journal is © The Royal Society of Chemistry 2019
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crystalline BP. Moreover, the C 1s and the N 1s component
spectrum indicate the presence of carbon and nitrogen atoms
corresponding to the conjugated p-system of the PDI and the
allylic chains in the peri-position. However, we observed that the
PDI-protected ake could survive for about one week. Aer that,
slow degradation takes place. This is probably due to the pres-
ence of pinholes and a non-homogeneous coverage of the
ake.39 On the other hand, however, but interestingly, we have
observed high stability of akes under electron-beam irradia-
tion or laser irradiation, thus suggesting a protective effect
against photooxidation, a major pathway for BP degradation, as
reported elsewhere.14,40 Note that the extinction spectra of the
two samples are very similar (Fig. SI 13†). Hence, the light–
matter interaction (absorption and scattering) in both samples
is dominated by BP. The protective action of PDI can, therefore,
not consist in protecting BP from light, but rather in protecting
it against water and oxygen. Additionally, PDI may also assume
a protective role in the photoexcitation dynamics itself, by
scavenging photoexcited electrons from the conduction band of
BP, thus inhibiting the oxidation. The strong quenching of the
PDI uorescence upon contact with BP suggests that a photo-
induced charge or energy transfer indeed happens between PDI
and BP.

Aer the treatment with PDI of the washed BP, the A1
g/A

2
g-

ratio of the akes show no difference, proving the protection of
the material against oxidation within a week (Fig. SI 14†). To
study the protective effect of PDI in more detail, we performed
for the very rst time femtosecond (fs) pump-probe spectros-
copy on pure BP and PDI-BP encapsulated in PMMA as an
optically inert transparent matrix. The PDI-BP samples were
prepared by using the liquid phase exfoliation as previously
reported.13 Sub-100 fs pump pulses of 400 nm wavelength create
a population of photoexcited electrons and holes, whose relax-
ation dynamics is probed viamonitoring the relative changeDT/
T of the transmission of the broadband probe pulses as
a function of the time delay between pump and probe. Contour
plots of DT/T for BP and PDI-BP are shown in Fig. SI 15 and 16.†
Initially upon photoexcitation, certain absorptive transitions
are bleached via photoinduced depopulation of their initial and
population of their nal levels, resulting in positive DT/T peaks
(increased transmission). The weak positive signal present at
600 nm might be an indicator of a non-negligible population of
monolayers as monolayer photoluminescence has been re-
ported on that spectral region. Within a few hundred fs, the
spectra of both samples are dominated by a broad photoin-
duced absorption (reduced transmission) signal resulting from
enhanced transitions from photoexcited states to energetically
higher levels. Photoexcitation creates a population of hot elec-
tron–hole pairs, which relax towards the various band edges
within a few hundred fs, as observed previously in BP41 and
other layered two-dimensional semiconductors such as MoS2 42

and WS2.43 Like the extinction spectrum, also DT/T of PDI-BP is
dominated by the BP contribution. The small differences in the
spectra and dynamics are not sufficient to conclude whether
there is an electron transfer from BP to PDI. This would require
a dedicated study with a PDI content that largely exceeds what is
necessary to protect BP.
This journal is © The Royal Society of Chemistry 2019
The intense pump light of 5.1 W cm�2 at 400 nm makes the
pump-probe experiment an excellent tool to directly monitor
the photooxidation of BP. Fig. SI 17–19† show the DT/T signal at
a selected wavelength for consecutive scans of 20 min duration
each. While for the two PDI-BP samples the signal changes very
little from one scan to the next (especially aer the rst three
scans), for pure BP the signal decreases strongly during the
measurement. The decrease is permanent and does not recover
aer waiting for several minutes, while repeating the
measurement at a fresh spot yields a similar signal to the rst
scan reported, showing that BP is indeed photodegraded by the
pump laser and that PDI protects it against such degradation.

On the other hand, the use of ionic liquids (ILs) is a very
promising strategy due to their outstanding ability to create
compact passivation layers on the BP surface avoiding degra-
dation for months,24 probably due to the ability of imidazole ILs
for trapping several reactive oxygen species (ROS) generated by
photooxidation.25,26 Along these lines, we prepared a sample
using our oxidative layer-by-layer thinning method to reach
a reduced thickness of ca. 4.4 nm (Fig. SI 20†), before depositing
a thin layer of BMIM-BF4. We monitor the ake by SRM aer 10
days of passivation, a period of time much longer than that
expected for the degradation of ake with this thickness and
lateral dimensions. Fig. 3 shows the A1g/A

2
g histograms of the

selected akes before and aer 10 days of the IL deposition
under environmental conditions exhibiting a negligible average
decrease of ca. 0.02, indicative of an effective passivation.
Further analysis can be found in the ESI Fig. SI 21.†

Last but not least, as a proof of concept and in order to
evaluate the potential of our thinning approach for applications
in electronic devices, we have prepared a eld effect transistor
with a BP ake reduced until about 10 nm. It is worth to
mention that, for most of the applications akes in the range
around 10 nm are of fundamental interest.3 The initial height of
the ake was on average 14 nm (Fig. SI 22†). Aer the thinning
procedure the ake did not show any apparent large-scale
damage on the surface. Thus, immediately aer thinning we
have contacted the akes using a FET conguration, as can be
clearly observed in optical-, scanning-force and scanning-
electron microscopies (Fig. 4 and SI 23,† respectively). The
variation in height was recovered aer the thinning procedure.
In detail, the height determined by scanning-force microscopy
ranged about 7 to 10 nm on one side, and 13 to 17 nm on the
other side of the sample (Fig. SI 22 and 23†). On the basis of
these results, the mobility and carrier-density was determined
for each side of the sample separately. Our electrical measure-
ments revealed for both sides p-type-conduction with a carrier
density of the order of 1019 cm�3. Both, the p-type conduction
and the carrier-density range are in agreement with previous
reports for as-synthesized as well as mechanically exfoliated
black phosphorus as we used it in our study.44–46 For the
mobilities, we found 74� 2 cm2 V�1 s�1 (7 to 10 nm height) and
65� 5 cm2 V�1 s�1 (13 to 17 nm height). These values are within
the range of experimental mobilities reported in literature for
similar samples, including those submitted to chemical etching
using DI water or scanning probe nanopatterning.2,33,47 More
precisely, the mobility value of the thinned BP is slightly lower
RSC Adv., 2019, 9, 3570–3576 | 3573
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Fig. 4 Field effect transistor (FET). (a) AFM image of a micromechani-
cally exfoliated BP flake which has been rinsed with DI water prior to
electrical measurements. (b) SEM image of the rinsed BP flake which
has been contacted with a mixture of Ti/Au contacts. The inset shows
an optical image of the contacted flake with a labelling of each
contact. (c) Electrical characterization: (Left) recorded I–V curve over
a span of 50 mV. (Right) 4P conductance measurement.
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than for a pristine micromechanically exfoliated BP ake of
similar thickness, but its carrier density and therefore
conductivity (340 S cm�1) are enhanced. These results demon-
strate that the thinning procedure yields akes that are not
electrically compromised. As a consequence, the way for the use
of aqueous controlled oxidation for the preparation of elec-
tronic devices with controlled thickness is paved.

Conclusions

In summary, we have developed an unprecedented top-down
strategy for reducing the thickness of BP akes at will by
controlling the oxidation of the akes and removing the
oxidized phosphorous species (e.g. phosphorous acid) with
distilled water. As a result we can initiate a successive layer-by-
layer thinning process. The iterative thinning procedure can be
terminated at will either by using non-covalent functionaliza-
tion with perylene diimide molecules, which act as a protecting
barrier against photooxidation as demonstrated by femto-
second transient spectroscopy, or by using BMIM-BF4 ionic
liquid as a passivation layer. The suitability of this thinning
procedure is revealed through the preparation of FET devices,
showing that the electronic properties of akes are not
compromised. This work provides fundamental insights into
a straightforward procedure for controlling the thickness of BP
akes keeping intact its electronic properties, and holds great
promise in the future development of BP-based opto-electronic
devices.

Experimental section
Materials and exfoliation process

Throughout all experiments, BP with purity higher than
99.999% (Smart Elements) was used. BP nanosheets were
3574 | RSC Adv., 2019, 9, 3570–3576
produced by mechanical exfoliation with a commercially avail-
able Scotch tape (3 M). Aerwards, the FL-BP akes were
transferred onto Si/SiO2-substrates (300 nm oxide layer). The
exfoliation was performed in an argon lled LABmasterpro sp
glove box (MBraun) equipped with a gas purier and solvent
vapour removal unit (oxygen and water content lower than 0.1
ppm).
Solvent purication

Anhydrous, 99.9% purity solvents (THF, NMP and 1-butyl-3-
methylimidazolium tetrauoroborate (BMIM-BF4)) were
purchased from Sigma-Aldrich. The BMIM-BF4 was degassed
under vacuum during 3 days prior to the experiments. THF and
NMP were rst dried over molecular sieve (3 Å) for at least 3 days
to remove dissolved water. The water content was determined
by using the “Karl Fischer”method, obtaining values lower than
5 ppm. Additionally, both solvents were degassed by iterative
pump freezing (a minimum of 7 cycles) in liquid nitrogen to
remove oxygen, before introducing them into the glove box.
Once the solvents were place in the glove box, THF was further
distilled over NaK.
On-surface non-covalent functionalization with N-bis-(tert-
butyl-(2,20-aminobutylazanediyl)-diacetate)-3,4,9,10-perylene
diimide (PDI)

The exfoliated few-layer BP samples were functionalized by dip-
coating them for <2 s into a tailormade EDTA–PDI (EDTA ¼
ethylenediaminetetraacetic acid) derivative dissolved in THF (c
¼ 10�5 M).17,48 Residual PDI was removed by drop casting iso-
propanol during spin coating of the samples. PDI-BP hybrid
dispersions used for the pump-probe experiments were
prepared following our previously published procedure.17 For X-
ray photoelectron spectroscopy, the dispersions were ltered in
the glove box and washed with THF to remove the excess of PDI.
Characterization

Immediately aer the removal from the inert atmosphere,
images of FL-BP akes were recorded under an optical micro-
scope (Zeiss Axio Imager M1m), using different objectives
enabling their re-localization in Raman and AFM
measurements.

Raman spectra were acquired on a LabRam HR Evolution
confocal Raman microscope (Horiba) equipped with an auto-
mated XYZ table using 0.80 NA objectives. All measurements
were conducted using an excitation wavelength of 532 nm, with
an acquisition time of 2 s and a grating of 1800 grooves per mm.
To minimize the photo-induced laser oxidation of the samples,
the laser intensity was kept at 5% (0.88 mW). The step sizes in
the Raman mappings were in the 0.5–1 mm range depending on
the experiments. Data processing was performed using Lab
Spec 5 as evaluation soware. When extracting mean intensities
of individual BP Raman modes, it is important to keep each
spectral range constant, e.g. from 355–370 cm�1 and from 460–
475 cm�1 because otherwise the resulting value of the A1

g/A
2
g-

ratio can be slightly inuenced.
This journal is © The Royal Society of Chemistry 2019
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Atomic force microscopy (AFM) was carried out using
a Bruker Dimension Icon microscope in tapping mode. Bruker
Scanasyst-Air silicon tips on nitride levers with a spring
constant of 0.4 N m�1 were used to obtain images resolved by
512 � 512 or 1024 � 1024 pixels.
X-ray photoelectron spectroscopy (XPS)

XPS was performed on a commercially available Quantera II
instrument (Physical Electronics Inc., Chanhassen, MN, USA). The
powder samples were mounted to the sample holder on a double-
sided adhesive tape. Monochromated Al Ka X-rays (1486.6 eV)
from a source operating at 15 kV and 25 W were focused on 100�
100 mm2homogeneously covered spots on the samples. The oating
samples were neutralized by Ar+ ion and electron bombardment
during measurement. Emitted photoelectrons were detected at an
analyzer pass energy of 112 eV, 55 eV and 13 eV for detailed
elemental spectra of N 1s, C 1s and P 2p, respectively. The binding
energy scale was referenced to the adventitious C 1s core-level at
284.8 eV.
Absorption spectroscopy

UV/Vis measurements were performed using Perkin Elmer
Lambda 1050 spectrometer in extinction, in quartz cuvettes
with a path length of 0.4 cm using BMIM-BF4 as reference.
Pump-probe experiments

Transient absorption measurements have been performed in
a fs Ti:Sa laser set up. A pulsed laser with a 250 kHz repetition
rate, centered at a wavelength of 800 nmwith a continuous wave
power of 800 mW is our light source, as the irradiation comes
from a pulsed laser of 250 kHz repetition rate of 150 fs duration
pulses that leads to a 24 MW peak power. Laser beam is
attenuated and split in pump and probe beam. Pump beam's
frequency is doubled in a barium borate crystal, resulting in
a pump wavelength of 400 nm and a pump power of 0.9 mW.
The probe beam pulses are focused in a sapphire plate and
supercontinuum white light probe pulses (460–760 nm) are
generated. Probe beam continuous wave power is set at 10 mW.
Pump and probe beams are focused and overlapped in the
sample. Leading to a spot size of 150 mm. Measurements have
been done in transmission, pump beam has been blocked and
the probe beam is collimated and guided to the detector.
Electrical measurements

Flakes were prepared by mechanical exfoliation under inert
atmosphere on n++ (As)-doped silicon wafers with 300 nm ther-
mally grown SiO2 on top. Typical lateral ake sizes were a few mm.
For electrical contacting standard electron beam-lithography was
used. Electrical contacts were dened by evaporation of 5 nm
titanium and 40 nm gold on top of the sample. Aer deposition of
the electrodes the samples were covered by PMMA to protect from
air. The electrical measurements to determine the four-point
conductivity G and from this the eld-effect mobility m were
carried out at room-temperature where the doped silicon served as
This journal is © The Royal Society of Chemistry 2019
a backgate. Themobility mwas extracted from the linear part of the
gate-dependence of G following

m ¼ tox

303SiO2

L

W

dG

dVG

with the thickness tox of the SiO2, the dielectric constants 30 and
3SiO2

, channel length L and widthW (any hysteretic behavior was
not further pursued as attributed to stem from commonly
appearing inhomogeneity at the ake substrate interface in 2D
layered materials FETs). The height of akes was measured by
scanning force microscopy.
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N. Y.-W. Tang, P. L. Lévesque, A. Loiseau, R. Leonelli,
S. Francoeur and R. Martel, Nat. Mater., 2015, 14, 826–832.

15 Z. Hu, Q. Li, B. Lei, Q. Zhou, D. Xiang, Z. Lyu, F. Hu, J. Wang,
Y. Ren, R. Guo, E. Goki, L. Wang, C. Han, J. Wang and
W. Chen, Angew. Chem., Int. Ed., 2017, 56, 9131–9135.

16 J. D. Wood, S. A. Wells, D. Jariwala, K.-S. Chen, E. Cho,
V. K. Sangwan, X. Liu, L. J. Lauhon, T. J. Marks and
M. C. Hersam, Nano Lett., 2014, 14, 6964–6970.

17 G. Abellán, V. Lloret, U. Mundloch, M. Marcia, C. Neiss,
A. Görling, M. Varela, F. Hauke and A. Hirsch, Angew.
Chem., Int. Ed., 2016, 55, 14557–14562.

18 R. A. Doganov, E. C. T. O'Farrell, S. P. Koenig, Y. Yeo,
A. Ziletti, A. Carvalho, D. K. Campbell, D. F. Coker,
K. Watanabe, T. Taniguchi, A. H. C. Neto and B. Özyilmaz,
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Herrero, M. Varela, R. Gillen, J. Maultzsch, F. Hauke,
A. Hirsch, G. Abellán and F. Zamora, Angew. Chem., Int.
Ed., 2016, 55, 14345–14349.
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