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on a hetero-bichromophore thermally activated
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A hetero-bichromophore thermally activated delayed fluorescence (TADF) emitter named BOQAO was
designed and synthesized, which consists of two multi-resonance TADF (MR-TADF) cores, tBuBO and
tBUQAO. The short-range intramolecular charge transfer (ICT) characteristics of tBuBO and tBuQAO
weaken its electron-donating and electron-withdrawing ability, respectively. Thus, weak long-range ICT
from tBuBO to tBuQAO is established in BOQAO for holding blue fluorescence emission with a slight
redshift, keeping a small FWHM, and maintaining the TADF properties, simultaneously. The simple doped
devices exhibited high color purity with FWHMs of less than 35 nm in a wide doping ratio range from
1 wt% to 40 wt%. At a 5 wt% doping ratio, the device based on BOQAO exhibited the best device
performance with an EQE of 21.8% and an FWHM of 32 nm. This work provides a simple and practical
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Introduction

Commercial organic light-emitting diode (OLED) technology
requires a high device efficiency, good color purity, and a long
device lifetime simultaneously.' ™ In the past decade, thermally
activated delayed fluorescence (TADF) OLEDs have already
demonstrated their potential as the third generation of OLEDs
due to their 100% exciton utilization and low cost. In a TADF
molecule, the small energy splitting between the lowest excited
singlet (S,) and triplet (T;) states, AEgr, provides a practical
pathway for harvesting non-emissive triplet excitons through
the spin-flipping reverse intersystem crossing (RISC) process.*’
To achieve an effective RISC process, the general strategy is to
reduce the exchange energy between the highest occupied
molecular orbital (HOMO) and the lowest unoccupied molecu-
lar orbital (LUMO) by constructing a donor-acceptor (D-A) type
emitter with a twisted structure.> ' However, the subsequent
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strategy for suppressing aggregation-induced spectral broadening for the development of MR-TADF.

conformation relaxation caused by the twisted structures
usually enhances the structure relaxation and leads to a wide
emission with a full-width at half maximum (FWHM) of
>70 nm, which is unsuitable for commercial displays."*

To withstand the broadened FWHM of conventional D-A-type
TADF emitters, Hatakeyama et al. proposed the multi-resonance
(MR) TADF emitter named DABNA-1, which exhibited a pure blue
emission centered at 459 nm with an external quantum efficiency
(EQE) of 13.5% and an impressively small FWHM of 28 nm."* For
DABNA-1, the ortho-positioned boron and nitrogen atoms lead to
the multi-resonance effect for facilitating the RISC process; mean-
while, the rigid planar polycyclic aromatic framework ensures the
narrow emission. Hereafter, TADF emitters with a narrow FWHM
were widely studied and more chromophores with the MR effect
were develeoped." " Among them, oxygen-bridged triarylboranes
have also been exploited as narrowband emitters, and the parent
molecule DABOA™ (2a) exhibited a narrow emission (FWHM =
34 nm) with a Ay of 398 nm in solution.”> In 2019, our group
disclosed another successful example, QAO, which bears MR-TADF
activity aside from the prevalent B/N or B/O system, which consisted
of a triphenylamine having two para-disposed carbonyl bridges, and
its electroluminescent device achieved an EQE of 19.4% with a
narrow FWHM of 39 nm.*® This result provides a promising
candidate for the design of highly efficient and narrowband organic
emitters.

Although the above-mentioned MR-TADF cores improve the
color purity immensely with FWHMs of less than 40 nm, their
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RISC rates are still limited, which is caused by the same n-n*
transition characteristic for both S; and T, states.>* The intro-
duction of general electron donors (arylamines) or acceptors
has proven an effective strategy, which creates a long-range
intramolecular charge transfer (ICT) state for improving the
device efficiency and tuning the bandgap.>®** This strategy
usually improved the color purity due to the vanished shoulder
peak. However, such modification for blue MR-TADF emitters
usually enhanced the structural relaxation, broadened the
emission spectra, and redshifted the emission band.
For instance, the introduction of 9,9-dimethyl-9,10-
dihydroacridine (DMAC) at the QAO core caused a large dihe-
dral angle and a wide emission band (FWHM > 70 nm).*
Moreover, the utilization of a conventional electron donor with
moderate steric hindrance (i.e., carbazole) could also virtually
decrease the color purity (FWHM = 50 nm).** Thus, the
introduction of a weak ICT state could be a practical pathway
to develop blue MR-TADF emitters.

Herein, we combined two MR-TADF cores (¢BuBO and
tBuQAO) to construct a hetero-bichromophore dyad named
BOQAO. The difference in electron-donating and electron-
withdrawing ability of the MR segments drives a long-range
ICT interaction, where tBuBO and tBuQAO serve as an electron-
donor and electron-acceptor, respectively. Compared with the
emission peak of tBuQAO in dilute toluene solution, the slight
redshift (7 nm) of BOQAO indicates weak long-range ICT. In
doped 4,4’-bis(N-carbazolyl)-1,1’-biphenyl (CBP) films with
wide doping ratios (1-30 wt%), BOQAO exhibits high color
purity with small FWHMs of less than 40 nm. The doped
devices also suggest high color purity within a wide doping
ratio range (1-40 wt%). At a 5 wt% doping ratio, the device
based on BOQAO exhibited the best device performance with
an EQE of 21.8% and an FWHM of 32 nm.

Results and discussion
Synthesis and characterization

The synthetic route for BOQAO is summarized in Scheme 1. For
2,5-dibromo-1,3-dimethylbenzene (1), the dimethyl group can
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Scheme 1 Synthetic route for BOQAO.
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be easily converted to the diester via an oxidation and ester-
ification reaction.*” After the Ullmann reaction, hydrolysis, and
the Friedel-Crafts acylation reaction, the bromine-containing
tBuQAO segment (6) can be obtained. After the Miyaura boryla-
tion reaction, intermediate 7 was obtained with a high yield
(84%). The target compound BOQAO was obtained via the
Suzuki-Miyaura coupling reaction with an oxygen-bridged triar-
ylborane scaffold (8). The characterization results are presented
in Fig. S12-516 (ESIT). The newly reported compounds were
characterized using "H-NMR, "*C-NMR, and mass spectra. We
also evaluate the thermal stability of BOQAO via thermogravi-
metric analysis (TGA) and differential scanning calorimetry
(DSC). As shown in Fig. S1 (ESIf), the high decomposition
temperature (Ty, corresponding to a 5% weight loss) of 485 °C
suggest its outstanding thermal stability.***® No obvious glass
transition temperature (7,) was found in the DSC curve.

Single crystal

As shown in Fig. 1 and Table S3 (ESIt), the single crystal was
obtained via the slow liquid diffusion of petroleum ether in a
dichloromethane solution of BOQAO at room temperature. The
tBuQAO segment exhibits a twisted helicene structure with a
dihedral angle of 43.6° between the terminal phenyl rings, and
the tBuBO fragment maintains a relatively planar structure with
a dihedral angle of 13.4° between the corresponding phenyl
rings. In addition, the dyad maintains a torsion angle of 33.7°
between the (BuBO and tBuQAO moieties. The dumbbell-
shaped structure of BOQAO leads to a mixed parallel
H-aggregate and J-aggregate packing.”® In detail, the bulky
tert-butyl groups and different helicene-shaped ¢BuBO and
tBUQAO moieties cause a relatively large distance of 3.31 A
for the H-aggregate dimer and a short distance of 3.19 A
between the adjacent J-aggregate dimers, respectively. Such a
packing mode makes BOQAO maintain high intermolecular
restrictions, which is favorable for high fluorescence efficiency
in the aggregation states.

Simulation and electrochemical properties

Density functional theory (DFT) and time-dependent DFT (TD-
DFT) were employed to evaluate the molecular configurations
and orbitals (Fig. S2 in the ESIt). The highest occupied mole-
cular orbital (HOMO) and the lowest unoccupied molecular
orbital (LUMO) of BOQAO are located at the tBuBO and tBuQAO
segments, respectively. Such well-separated frontier molecular

13.4° 4
J-aggregate 2
H-aggregate

Fig. 1 Single crystal structure and packing mode of BOQAO.

3.19K 4 2L
&_EE h:,wf 13.31A
q =y

This journal is © The Royal Society of Chemistry 2022


https://doi.org/10.1039/d1tc05711a

Published on 25 2022. Downloaded on 16.10.2025 . 17:23:10.

Journal of Materials Chemistry C

—1BuBO

(a) —tBuBO (b)

Y - 152V

20 15 -10 05 0.0 00 0.5 1.0 1.5 20
Potential (V, Vs Ag/Ag®) Potential (V, Vs Ag/Ag*)

—tBUQAO —tBuQAO
(c) (d)
-1.28V 157V
20 15 10 05 0.0 00 0.5 1.0 15 20

Potential (V, Vs Ag/AG*) Potential (V, Vs Ag/Ag")

(e) BOQAO (f) BOQAO
1 49_'\/__1
f—1 2V
20 16 12 08 04 0.0 00 05 10 15 20

Potential (V, Vs Ag/AG*) Potential (V, Vs Ag/Ag")

Fig. 2 Cyclic voltammetry (CV) curves of (a and b) tBuBO, (c and d)
tBUQAO, and (e and f) BOQAO.

orbitals (FMOs) feed the requirement for typical D-A-type TADF
emitters with a small AEgy, which also indicated that ICT from
tBuBO to tBuQAO could occur for fluorescence emission.*®
Furthermore, BOQAO exhibits a small structural relaxation,
which is supported by the calculated S, and S; geometries.>"
Besides, the dipole moment of BOQAO of the S, state is as small
as 3.017 Debye, which is favorable for suppressing the redshift
caused by intermolecular interactions.

Furthermore, the energy levels of BOQAO were evaluated
through cyclic voltammetry (CV) measurements (Fig. 2). The
quasi-reversible oxidation and irreversible reduction potentials
of BOQAO are 1.49 and —1.22 V, respectively. Furthermore, the
corresponding HOMO and LUMO energy levels of BOQAO are
calculated to be —5.77 and —3.06 eV, respectively. The bandgap
for BOQAO is 2.71 eV. The wide bandgap suggests that BOQAO
would still maintain blue fluorescence. The CV curves of the
parents {tBuBO and tBuQAO were also measured for comparison
(Fig. 2). Evaluating the positions and curve shapes, the tBuBO
and (BuQAO moieties in BOQAO serve as electron-donor and
-acceptor, respectively, which agrees with the calculated HOMO
and LUMO distributions.*®*®

Photophysical properties

The photophysical properties of BOQAO and their parent seg-
ments tBuBO and tBuQAO were investigated simultaneously in
solution (Fig. 3 and Fig. S5-S7 in the ESIt). In degassed dilute
toluene solution, BOQAO exhibits a blue emission peak max-
imum at 474 nm and an FWHM of 28 nm. Compared with the
fluorescence spectra of tBuQAO (Fig. S5c, ESI, peak at 467 nm

This journal is © The Royal Society of Chemistry 2022
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Fig. 3 Photophysical properties of BOQAO. (a) Absorption and fluores-
cence spectra of BOQAO in dilute toluene solution (10~° mol L) at room
temperature. (b) Fluorescence spectra of BOQAO in different solutions.
(c) Fluorescence spectra of BOQAO in doped CBP films. (d) Transient
spectra of 5 wt% BOQAO in CBP at different temperatures.

and an FWHM of 29 nm), the slight redshift (7 nm) indicates
that the long-range ICT from ¢BuBO to tBuQAO is weak and the
electron-donating ability of ¢BuBO and the electron-
withdrawing ability tBuQAO in BOQAO are weakened by the
short-range ICT of the segments. The symmetrical absorption
and fluorescence spectra with small FWHM values suggest the
strong low-frequency vibrionic coupling in this system.>?
Furthermore, the small Stokes shift of 925 cm™" indicates that
the dyad still maintained a small reorganization energy
between the ground and excited conformations, which is con-
sistent with the small configuration difference between the S,
and S, states (Fig. S2 in the ESIf).”’ Compared with the
absorption band at 300-400 nm (corresponding to the higher
excited state), the lower intensity of the lowest absorption band
(centered at 455 nm, corresponding to the lowest excited state)
indicates that the long-range ICT does work.>® Furthermore, the
lowest absorption band of BOQAO is slightly redshifted but
maintains a MR-type shape compared with the absorption band
of the parents tBuBO and tBuQAO (Fig. S5 in the ESIf), which
indicates that the weak long-range ICT interactions between the
two MR segments does not have a significant influence on the
FWHM.>* The fluorescence spectra in different polar solvents
were also investigated (Fig. 3b and Fig. S6, Table S1 in the ESIT).
An obvious redshift and broadened spectra can be observed. For
instance, BOQAO exhibits a blue emission with a peak at
456 nm and an FWHM of 24 nm in cyclohexane solution and
a sky-blue emission with a peak at 484 nm and an FWHM of
38 nm in dichloromethane solution. To evaluate the S; and Ty
energy levels, we also measured the fluorescence and phosphor-
escence spectra of BOQAO and its parent segments tBuBO and
tBuQAO in toluene at 77 K (Fig. S7 in the ESIt). The calculated S;
and T; energy levels of BOQAO are 2.68 and 2.46 eV, respec-
tively. Thus, the BOQAO maintains a relatively small AEgy of
0.22 eV, which is comparable to tBuBO (AEsy = 0.19 eV) and
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Fig. 4 OLED device performance for BOQAO. (a) Normalized electro-
luminescence spectrum. (b) EQE-current density curves. (c) Current
density—voltage—luminescence curves. (d) Power efficiency—current den-
sity—current efficiency curves.

tBuQAO (AEsr = 0.22 eV), to support the RISC process for triplet
exciton utilization. The triplet spin density of BOQAO (Fig. S3 in
the ESIt) indicates that the tBuBO segment partly contributes to
the triplet excited states.

Moreover, BOQAO exhibited narrowband sky-blue emission
with a negligible redshift when doped in CBP with the doping
ratio increasing from 1 to 30 wt% (Fig. 3c). The emission peaks
of BOQAO at 1, 5, 10, and 30 wt% in CBP are 483, 487, 489, and
490 nm with FWHMs of 31, 33, 34, and 38 nm, respectively.
Such properties are uncommon among MR-TADF emitters,
which are a result of low dipolar moment, highly molecular
rigidity, and intermolecular restrictions in the aggregation
state.?®>>¢ Furthermore, these results also indicate that our
strategy can effectively suppress spectral broadening. The TADF
characteristics of BOQAO were further investigated via their
fluorescence decay curves at 5 wt% in CBP at different tem-
peratures (Fig. 3d). The prompt and delayed fluorescence life-
times are 6 ns and 214 s, respectively. Moreover, the decayed
fluorescence exhibits obvious temperature-dependent proper-
ties. In addition, the absolute PL quantum yields (PLQY) of the
doped films of 5 wt% ¢BuBO, tBuQAO, and BOQAO in CBP were
measured to be 97.0%, 93.1%, and 98.7%, respectively, which
indicate that the hetero-bichromophore emitter BOQAO exhibited
improved the PLQY. The fluorescence decay curves and PLQY values
of tBuBO and tBuQAO doped in CBP films (Fig. S9 and Tables S3, S4
in the ESIt) were also measured to evaluate the kinetics of the
excited states. Compared with (BuBO and tBuQAO, BOQAO main-
tains a comparable singlet radiative transition rate constant (& = 3.2
x 107) and RISC rate constant (kgisc = 2.4 x 10%). Furthermore,
BOQAO exhibits less triplet energy loss, which is supported by the
small triplet nonradiative rate constant (ki = 7.5 x 10").

Electroluminescence properties

To evaluate the device performance, simple doped devices
were fabricated with the structure of indium tin oxide
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(ITO)/1,4,5,8,9,11-hexaazatriphenylene hexacarbonitrile (HAT-CN,
10 nm)/1,1-bis[4-[N,N-di(p-tolyl)amino]phenyl}-cyclohexane (TAPC,
40 nm)/tris(4-carbazolyl-9-ylphenyl)amine (TCTA, 10 nm)/CBP:
x wt% BOQAO (20 nm)/4,6-bis(3,5-di(pyridin-4-yl)phenyl)-2-
phenylpyrimidine (TmPyPB, 45 nm)/8-hydroxyquinolinolato lithium
(Liq, 2 nm)/Al (100 nm). TAPC and TmPyPB were chosen as the
hole-transporting layer and the electron-transporting layer, respec-
tively, and TCTA was adopted as an exciton-blocking layer for
confining excitons due to its high triplet energy level. Fig. S10 (in
the ESIt) shows the energy level diagram of the devices and the
molecular structures of the related functional materials.

As shown in Fig. 4a, the electroluminescence spectra of all
the devices with 1, 5, 10 wt% doping ratios maintain a sky-blue
emission with peaks at 484 nm and FWHMSs of 32 nm, respec-
tively, which match the fluorescence spectra of the corres-
ponding films. The devices with a higher doping ratio (up
to 40 wt%) also maintain impressively small FWHMs in the
sky-blue region (Fig. S11 in the ESI{). Among these devices,
the device with a 5 wt% doping ratio of BOQAO in CBP
exhibits the best device performance with a maximum external
quantum efficiency (EQEna,) of 21.8%, which is the best
performance among the reported QAO derivatives in the blue
region (Table S4 in the ESIT).

Conclusions

In summary, an MR-TADF emitter named BOQAO, which
consists of two MR segments tBuBO and tBuQAO, was designed
and synthesized. Long-range ICT from ¢BuBO fragment to
tBuQAO fragment in BOQAO, which is weakened by short-
range ICT in the segments, was established to tune its photo-
physical properties. Compared with the parent MR core
tBuQAO, BOQAO exhibits a blue emission (peak at 474 nm
and FWHM of 28 nm) with a slightly redshifted emission. In
doped CBP films with a wide doping ratio range of 1-30 wt%,
BOQAO displays a persistent blue emission with small FWHMs
of less than 40 nm. This unique property is also demonstrated
in the electroluminescence spectra of the doped devices. The
optimized device with a 5 wt% doping ratio of BOQAO in CBP
realized the best device performance with an EQE,,, of 21.8%
and an FWHM of 32 nm, which balanced the color purity and
device efficiency. This work provides a practical strategy for
suppressing spectral broadening for the development of MR-
TADF.
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