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Introduction

Remarkably improved photocatalytic selective
oxidation of toluene to benzaldehyde with O,
over metal-free delaminated g-CzN4 nanosheets:
synergistic effect of enhanced textural properties
and charge carrier separationt

Rajat Ghalta ® and Rajendra Srivastava (D}

The sustainable production of benzaldehyde by the oxidation of toluene with O, is a challenging and
exciting research area due to the low toluene conversion over the reported catalysts and the importance
of benzaldehyde in chemical industries. The photocatalytic toluene oxidation is facilitated by the generation
of reactive oxygen species but is limited by charge carrier recombination. Herein a simple metal-free g-
C3sN4 nanosheet photocatalyst is reported for the selective production of benzaldehyde by toluene
oxidation with O,. The efficiency of g-CsN4 was enhanced several folds just by increasing the surface area
and incorporating carbon vacancies by a simple thermal treatment at different times. The best
photocatalyst was obtained by thermal exfoliation at 500 °C for 3 h in a muffle furnace that exhibited
84.4% toluene conversion and ~100% benzaldehyde selectivity after 8 h using a 250 W high-pressure Hg
lamp with good recyclability. The catalyst exhibited excellent activity in sunlight and produced 78.3%
toluene conversion and ~100% benzaldehyde selectivity after 8 h. Toluene derivatives and other aromatic
compounds were converted to their corresponding aldehydes or ketones with good yields and selectivity.
The structure-activity relationship studied by catalytic investigation, physicochemical characterization,
control reactions, and scavenging studies suggest that the exceptionally high surface area with carbon
vacancies in exfoliated g-CsN4 provides higher numbers of efficiently separated charge carriers with a
longer lifetime, and facilitates the generation of various reactive oxygen species and holes responsible for
the selective production of benzaldehyde with high toluene conversion and apparent quantum yield. A
simple, reproducible, eco-friendly, and sustainable metal-free photocatalytic C-H activation under mild
conditions would be fascinating to catalysis researchers and materials scientists to develop simple metal-
free catalysts for activating other bonds with high dissociation energy to produce industrially important
synthetic intermediates.

products.’ Among the different types of hydrocarbons, the
oxidation of toluene is of particular interest because it leads

C-H activation (especially sp®> C-H) is challenging due to the
high dissociation energy of 440 kJ per mole." Moreover, its
oxidation is even more challenging because of high-
temperature requirements (high energy is needed to activate
the C-H bond) and the formation of several oxidation
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to three products namely benzyl alcohol, benzaldehyde, and
benzoic acid. Among these products, benzaldehyde is
important because it is a versatile, functional compound
bearing the -CHO group and has wide applications in
polymer, pharmaceutical, agrochemical industries, etc.*™®
Therefore, selective production of side-chain oxidation of
toluene to benzaldehyde is attractive to researchers. In the
commercial process, benzaldehyde is produced by the alkali
hydrolysis of benzal chloride or the carbonylation of benzene.
Both processes are not preferred due to the involvement of
toxic reagents or by-product formation. Therefore, selective
oxidation of toluene with O,/air is highly preferred.” Selective
aerial oxidation of benzyl alcohol to benzaldehyde is
somewhat milder than the selective partial oxidation of
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toluene to benzaldehyde using O,/air.*° An active catalyst is
required to activate C-H bonds and oxidants. Researchers
developed several homogeneous and heterogeneous catalysts
for toluene to benzaldehyde oxidation under mild conditions
using H,0,, TBHP, or other peroxide sources."”** However,
the oxidation of toluene using O, is much more challenging.
Most of the heterogeneous catalysts have produced
benzaldehyde in less than 10% yield using these catalytic
processes. In general, metal oxide-based catalysts have been
developed for this process. For example, facet-dependent
CeO, synthesis, producing CeO, nanocubes with a highly
oxidizing (100) exposed plane, exhibited significantly higher
activity than 1D CeO, nanorods."* The functionalized surface
of CeO, nanocubes also assisted toluene adsorption and its
oxidation to benzaldehyde. Though a very good activity was
observed, it involved a cumbersome and costly synthesis
strategy. Similarly, CuCr,O, has been demonstrated to give
good conversion of toluene to benzaldehyde using H,0, as an
oxidant."

The high thermal energy requirement of C-H activation
can be overcome by sustainable light energy as an energy
source.'®™® The idea probably came into mind because
several heterogeneous oxidation reactions follow the free
radical mechanism, and the degradation of organic
compounds to completely oxidized product CO, is achieved
via photocatalytic degradation.®'°™>" The oxidation reaction is
assisted by the photogenerated electrons and holes,**"
whereas the photogenerated holes help the photodegradation
of organic compounds.”® The electrons and holes are
photogenerated by semiconductors upon light irradiation.
Numerous metal oxides with variable band gaps have
succeeded in the photogeneration of charge carriers.>*>°
Many of them are photocatalytically active under UV
radiation, whereas several absorb visible light to generate
charge carriers.”>>® The importance of utilizing solar
radiation in chemical and fuel production can be realized if
the materials absorb light in the visible or IR region. An
exciting candidate, carbon nitride (g-C;N,), absorbs light in
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the visible region.””*® g-C;N, is widely investigated in
photocatalytic transformations for chemical and fuel
production. The metal-free g-C;N, is fascinating because it
has the capability to oxidize organic compounds.?” The basic
property of g-C;N, due to different nitrogen species has been
explored in several base-catalyzed reactions®® and CO,
activation.>® Moreover, it can be functionalized with acid
groups to catalyze bi-functional catalysis.>® Though g-C;N,
has demonstrated good activity, its activity is still inferior due
to the recombination of photogenerated charge carriers.
Metal and non-metal doping strategies have been adopted to
overcome the recombination process. Moreover, metals/metal
oxides have been incorporated in g-C;N; to prepare
heterojunctions to boost photocatalytic activity.>* The efficient
separation of charge carriers is possible if the textural
properties of g-C;N,, such as the surface area and porosity,
are improved. Conventional g-C;N, has a low surface area
(~30 m> g™"). Motivated by Hummer's method of graphite
exfoliation, in general, the chemical exfoliation method is
being adopted to increase the surface area.****** However,
not many encouraging results have been achieved. Therefore,
metals and non-metals have been incorporated via doping or
heterojunction formation to improve the photocatalytic
activity of g-C3N,.*>° Thus, it is desired to increase the
surface area of g-C;N, to improve the catalytic activity.

Herein a simple, robust, and reproducible synthesis
strategy is reported to synthesize a very high surface area of
¢-C3N, nanosheets without using any template. An increase
in the surface area of 6-7 fold was achieved by a simple but
controlled thermal exfoliation of g-C3;N, prepared by the
thermal polymerization of urea. This is the first report where
a 276 m”> g surface area of exfoliated g-C3N; was obtained.
Also, the thermal exfoliation causes carbon vacancies, which
amplify its catalytic activity. Therefore, the catalyst efficiently
catalyzed toluene oxidation with a mild oxidant, i.e., O,, upon
light irradiation. With this novel photocatalytic strategy of
selective oxidation of toluene to benzaldehyde, 84% toluene
conversion was achieved for the first time at room

Thermally treated at 500 °C

Scheme 1 Schematic presentation for the synthesis of g-CsN4 and E-g-C3Na.
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temperature. The versatility of this photocatalytic process is
demonstrated for side-chain C-H activation of several
aromatic compounds. Detailed physicochemical, optical, and
photoelectrochemical investigations & scavenging
experiments were conducted to understand the possible
reasons for the enhancement of the photocatalytic activity of
the exfoliated catalyst, and a mechanism for the
photocatalytic oxidation of toluene is proposed.
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Experimental details
Catalyst synthesis

¢-C3N, was synthesized using a capped crucible by thermal
pyrolysis of urea at 550 °C. The resulting yellow-colored g-
C;N, was further exfoliated by applying a thermal exfoliation
approach for different times (1.5 h to 4 h) at 500 °C in a
muffle furnace (Scheme 1). The pale-yellow colored catalyst

[ Reaction Setup™
R

Measured by power meterg

Reaction Setup for témperature variation
with constant light intensity for kine
2 S AR

Magnetic stirrer with hot plate

Fig. 1 The digital image of the photocatalytic reactor and reaction setup for photocatalytic toluene oxidation (a) with constant temperature and
light intensity, (b) with a variation of light intensity at a constant temperature, and (c) with a variation of temperature with constant light intensity.
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was obtained after treatment. The detailed catalysis synthesis
is provided in the ESIL}

Catalytic reaction

The reactant was mixed with acetonitrile for the
photocatalytic reaction, and an oxygen atmosphere was
imposed using a balloon. The reaction mixture was exposed
to a light source with continuous stirring for a fixed time.
The progress of the reaction was monitored using gas
chromatography (GC), and the products were identified using
GC-MS. The photocatalytic reaction set-up is provided in
Fig. 1. The apparent quantum yield (AQY) was calculated
following a reported method.*® The details of photocatalytic
reactions, photocatalytic reactor set-up, quantification of
conversion, selectivity (Fig. S1), and AQY are provided in the
ESLf The procedures for the nitro blue tetrazolium (NBT)
test, terephthalic acid (THA) test, and iodometric test for
H,0, detection are provided in the ESL}

Results and discussion

Physicochemical characterization

X-ray diffraction patterns of pristine and exfoliated catalysts
are shown in Fig. 2a. The diffraction peak at 27.7° for
pristine g-C;N, can be indexed to the (002) diffraction plane,
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indicating graphitic materials with an interlayer stacking
structure (JCPDS 87-1526).*' Additionally, a diffraction peak
is found at ~13.1° and is indexed to the (100) diffraction
plane, enlightening the interplanar structural packing.**> On
exfoliation of the catalyst, it loses its layered structure and is
subsequently accompanied by broadening in the (002)
diffraction peak (Fig. 2a and b).** Likewise, the (100) peak
also diminished with exfoliation, justifying the exfoliation of
the layered structure.** The extent of exfoliation grows with
the rise in thermal treatment duration (1.5 h to 4 h) and is
observed in XRD patterns. Both peaks lose their intensity
through broadening in the order of E-g-C3N,(4) > E-g-
C3N4(3.5) > E-g-C3N4(2.5) > E-g-C3N4(2) > E-g-C3N,(1.5) > g-
C3N,. E-g-C3N,(4) experienced extreme structural distortions
among all exfoliated catalysts. Moreover, the decrease in the
intensity can be correlated to the introduction of carbon
vacancies during exfoliation (discussed later), which affects
the crystallization of g-C;N, and could ameliorate its
activity.*

FT-IR analysis was performed for exfoliated and pristine g-
C;3N, catalysts to elucidate the changes in chemical bonding,
structure, and functional groups after the exfoliation process
(Fig. S2a and bt). The FT-IR spectra of pristine and exfoliated
2-C3N, catalysts look alike. The multiple peaks observed at
1150 em™* to 1650 cm " are due to the C-N stretching and
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Fig. 2 (a and b) Powder XRD patterns, and (c) EPR spectra of pristine g-C3N4 and E-g-CzN4(3).
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Table 1 The textural properties of catalysts prepared in this study

BET surface area Total pore volume

Entry Catalyst (m>g™) (em® g™
1 g-C3N, 45 0.253
2 E-g-C3N,(1.5) 130 0.529
3 E-g-C5N,(2) 155 0.839
4 E-g-C3N,(2.5) 185 0.929
5 E-g-C3N,(3) 195 1.037
6 E-g-C3N,(3.5) 232 1.267
7 E-g-C3N,(4) 276 1.351
8 E-g-C3N,(5) 210 1.142

heterocyclic aromatic C-N.*® The N-H stretching and O-H
stretching of surface oxygen cause a broad spectrum from
3000 cm™ to 3450 cm ', whose intensity increased with
exfoliation, signifying more exposed -NH, groups due to the
unwrapping of sheets and the introduction of surface oxygen
after thermal exfoliation.*>*” The sharp peak at 810 cm™" was
created because of the heptazine ring system,*® and it
became sharp with exfoliation, which is ascribed to the more
ordered packing of tri-s-triazine units.”® Therefore, it is
suggested that the catalyst was chemically stable after the
thermal treatment of exfoliation.

The thermal stability of the catalyst was evaluated by
recording the thermograms of all the catalysts in the air. The
pristine g-C3N, was stable till 500 °C (Fig. S37), but after that,
it started losing weight with a further rise in the temperature.
The catalyst degraded at 700 °C in the air atmosphere.
Therefore, 500 °C was chosen as the best temperature for
thermal exfoliation. After exfoliation, similar TGA curves were
obtained for all the catalysts (Fig. S3T). However, with a rise
in exfoliation time, the decay curve slightly shifted towards a
higher temperature. Therefore, the catalyst retains its thermal
stability till 500 °C even after exfoliation.

The exfoliation of pristine g-C3N, by thermal treatment is
expected to tailor the textural properties. It was verified by N,-
adsorption analysis (Fig. S2c-ef). The exfoliated catalyst
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exhibited a larger surface area than the pristine g-C;N,, and
the surface area of the exfoliated catalyst increased with an
increase in the time of thermal exfoliation (Table 1). Thermal
treatment generates more surface area and is expected to
increase the efficiency of the catalyst. With thermal treatment,
a six to seven-fold rise in the surface area of the pristine g-
C;N, was observed. After 4 h of thermal treatment, the
saturation point arrived, and no further increase in surface
area was experienced. After 5 h of exfoliation (E-g-C3N,(5)),
the surface area slightly decreased. However, the yield of the
catalyst prepared after 5 h of thermal treatment was modest;
therefore, it was not our choice for further characterization.

The morphology of the pristine and exfoliated g-C;N, was
investigated using the SEM images recorded at different
magnifications (Fig. S4t). The pristine g-C3N, shows an
aggregation of flakes and nonporous architecture.”® E-g-
C3N4(1.5) was less aggregated than the pristine g-C3Ny,
indicating that the thermal exposure opened the catalyst
layers. With the rise in exfoliation time, the layers of the
catalyst opened up. The degree of exfoliation was prominent
till 3 h of exfoliation; after that, the thermal treatment started
aggregating the spherical morphology (Fig. S4g and ht). The
extent of exfoliation was also investigated by the TEM
analysis of g-C3N, and E-g-C3N,(3). E-g-C3N,(3) shows a sheet-
like morphology, and with thermal treatment, the g-C;N,
sheets got exfoliated (Fig. 3). The exfoliation provides more
exposed active surface sites for the reactant adsorption and
its photocatalytic conversion.

2-C3N, and E-g-C3N,(3) show a similar XPS spectrum. The
XPS survey spectra of both materials confirm that they are
made up of carbon, nitrogen, and a modest amount of
oxygen (Fig. S5a and bf). The deconvoluted high-resolution
spectrum of C 1s of pristine g-C;N, consists of three peaks,
the peak with a binding energy of 284.92 eV is for the C-C
coordination of surface adventitious carbon, and the peak at
286.55 eV is assigned to (C);-N bonded carbon. In addition,
the peak at 288.33 eV corresponds to sp>-bonded carbon (N-

Fig. 3 (a)-(c) TEM images of g-C3N4, and (d) and (e) TEM images of E-g-CzN4(3).

This journal is © The Royal Society of Chemistry 2023
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C-N) (Fig. 4a).”" E-g-C3;N,(3) shows a similar spectrum for C
1s with three peaks at 285.10 eV, 286.62 eV, and 288.48 eV
(Fig. 4b). A positive shift in the binding energy was observed
for E-g-C3N,(3). The high-resolution peak for N 1s was
deconvoluted into three peaks at 398.80 eV, 400.15 eV, and
401.22 eV, corresponding to C-N-C, N(C;), and NH, groups
for pristine g-C;3N, (Fig. 4¢).>® One peak at 404.43 eV was also
observed due to © to ©* transitions.>® Exfoliated g-C;N, shows
a similar spectrum for N 1s, having three deconvoluted peaks
at 398.95 eV, 400.22 eV, and 401.37 eV with one = to n* peak
at 404.50 eV (Fig. 4d). Positive shifts in the binding energy
for C 1s and N1s of the exfoliated catalyst are observed and
attributed to the carbon vacancy,”* which was confirmed by
the XPS elemental analysis and bulk elemental analysis
(Table S1t). The carbon content was low in the exfoliated
catalyst (Table S1t). The N/C atomic ratios in pristine g-C;N,
and E-g-C3N,4(3) obtained from the quantitative analysis of
XPS data were 1.17 and 1.22, which confirms the carbon
vacancy.” The C/N ratio from XPS and bulk elemental
analysis confirms the carbon vacancy in E-g-C3N,(3). E-g-
C3N,(3) exhibited a higher C-N-H peak area but lower N—(C);
and C=N-C area (Fig. 4e), further suggesting that E-g-
C3N4(3) has carbon vacancies in the sample, which is
consistent with a reported article.® The high-resolution
deconvoluted O 1s spectrum of g-C;N, shows two peaks with
binding energies of 532.49 eV and 533.92 eV, corresponding
to the surface oxygen of hydroxyl groups (O-H) and the (O-N)
intermediates, which formed as the intermediates of urea
thermal-polymerization (Fig. S5c¢t).*® In the exfoliated catalyst
(Fig. S5dt), the XPS analysis shows a rise in the content of
surface O-H species.

Further, the EPR spectra were recorded at room
temperature to detect the vacancy defect in the catalyst.>’
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The EPR spectra in the dark for g-C;N, and E-g-C3Ny(3)
exhibited a single Lorentzian line with a g-factor of ~2.005,
indicating that g-C3N, and E-g-C3N,4(3) contain one type of
paramagnetic species.”” In g-C;Ny, the unpaired electrons are
in the localized m-conjugated structure of the tris-s-triazine
unit rather than the electron pairs of ¢ bonds, 2, orbit, or
lone pair of bridging nitride atoms. These electron pairs have
the opposing spin magnetic moment and do not produce an
EPR signal. The EPR signal in g-C3N, and E-g-C3N,(3) was
observed due to the unpaired electrons in the localized
n-conjugated structure of the tris-s-triazine unit.’® It was
observed that the intensity of the EPR signal over E-g-C3N,(3)
was higher than that over g-C;N,, which is attributed to more
defects in nanostructured E-g-C3N4(3) than in bulk g-C3;N,.
Such a defect is possible from the carbon and nitrogen
vacancy in the m-conjugated structure, increasing the
unpaired electron density.”® The bulk elemental analysis and
elemental analysis from XPS confirmed a carbon vacancy in
E-g-C3N,(3) (lower C/N ratio or higher N/C ratio) compared
with g-C3N, (Table S17).

The light absorption capability and band structure of
pristine and exfoliated g-C;N, were evaluated with diffuse
reflectance ultraviolet-visible spectroscopy (DRUV-vis) (Fig. 5a).
The pristine g-C;N, shows an absorption band in the visible
region. The exfoliated g-C;N, experienced a blue shift in the
absorption spectrum. As the exfoliation time increased, the
color of g-C3N,; became lighter and experienced a larger blue
shift. The exfoliation of g-C;N, raised its bandgap and made it a
photocatalyst with good charge separation. To examine the
bandgap of pristine and exfoliated g-C;N,4, the Tauc plot with
equation (ahv)"” = B(hv - E,) was used.®® The equation relates
the photon energy (Av) to the absorption coefficient (¢), where
the parameter E; signifies the bandgap of the catalyst, constant

— . g-C;N, c1s| __ TS c1s| _ g-C;3N, 398.80ev N 1s
5 1:4x10 288.33 eV = 14x10 288.48 eV 52.3x10° £5N-C
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Zo.0x10 ey 2o | 29.0x10 ras1g 220026V | 21.5x10° N’(C)Eim 226V
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245 104 < T 245 104 AN g "
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Fig. 4 (a) and (b) High-resolution C 1s XPS spectra of pristine g-C3N4 and E-g-C3N4(3); (c) and (d) high-resolution N 1s XPS spectra of pristine g-
C3N4 and E-g-C3Ny4(3); (e) peak area ratio for various functional groups determined from (c) and (d).
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(a) DRUV-vis spectra of pristine g-C3sN4 and exfoliated catalysts, (b) photoluminescence spectra of g-CsN4 and E-g-CzN4(3), (c)

photoluminescence decays of pristine g-CzN4 and exfoliated E-g-C3N4(3), (d) transient photocurrent (i-t) response of all the photocatalysts, (e)
electrochemical impedance of all the photocatalysts, and (f) M-S plots for various photocatalysts.

p is recognized as the band tailing parameter, and r is the power
factor that depends on the type of transition. Commonly, for
direct transition r = 3, whereas for indirect transition, r = 2.5 In
the present study, r = : was a suitable fit for (a/v)"" vs. photon
energy (hv) plots that gave straight lines. The band gap for direct
allowed transitions was estimated by extrapolating these lines
(Fig. S67).>%

The photoluminescence (PL) spectra were recorded by
setting the excitation wavelength to 330 nm to know the
effective charge separation in pristine g-C;N, and exfoliated
E-g-C3N4(3) (Fig. 5b). The pristine g-C;N, shows a broad
emission peak in the visible region. In contrast, the exfoliated
catalyst shows a narrower spectrum with a lower peak
intensity with a peak maximum at 458 nm. The quenching of
PL in E-g-C3N,(3) indicates a relatively lower photogenerated

This journal is © The Royal Society of Chemistry 2023

charge carrier recombination rate.** The better charge
separation in E-g-C3;N,(3) is due to the introduction of carbon
vacancies during exfoliation, which traps the charge carriers.
Carbon vacancies of exfoliated catalysts can capture electrons
and retard the radiative recombination of electrons and
holes.>*

Time Correlated Single Photon Counting (TCSPC) was
performed for pristine g-C;N, and exfoliated E-g-C3Ny(3).
Fig. 5c displays the decay curves for both samples with an
excitation wavelength of 330 nm. The decay in intensity with
luminescence was studied using the following equation.

n t
y:yo+Zaie (”'), where n is the number of discrete
i—1

emissive species, y, corresponds to baseline correction, ¢; are
the pre-exponential factors and 7; designates a time for
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excited-state luminescence decay related to the ith
component.®® The value of S o; was normalized to 1. The

n
> ait®

i=1
n

Z aiT;
i=1

decay time, (z).>! The fractional contribution f; for each decay

equation () =

was used to calculate the average

: oyt :
was calculated by using f;=——, and it was also

> oy
J=1

normalized to 1.>° The decay curve was fitted using four (n =
4) exponential decay response functions.®® All the calculated
parameters are listed in Table S2.f The average decay lifetime
was 1.55 times higher in the exfoliated E-g-C3N,4(3) sample
than the pristine g-C3N,. Therefore, TCSPC analysis
confirmed that the exfoliated E-g-C3N,(3) exhibited a better
life than pristine g-C3;N,, indicating the coupling effect of the
carbon vacancies and exfoliated nanosheets that effectively
obstruct the recombination of charge carriers.®”

Photoelectrochemical measurements

The photoelectrochemical activity of the catalyst was
evaluated using linear sweep voltammetry (LSV), on-off
photocurrent measurement (i-¢), and electrochemical
impedance spectroscopy (EIS). For band edge calculation,
Mott-Schottky (M-S) plots were drawn. LSV was conducted
under dark and light illumination (Fig. S7a and bf). The
photocurrent density rose with applied potential under both
dark and light-illuminated conditions for g-C;N,. In light, g-
C;N, showed a higher current density of 190 x 10 A cm™ at
an applied potential of 1.5 V vs. Ag/AgCl than in the dark
(current density, 101 pA cm™>), indicating that g-C3;N, is
photochemically active. On exfoliation of g-C;N,, the catalyst
exhibited a boost in photocurrent density at an applied
potential of 1.5 V vs. Ag/AgCl under dark (189 x 107° A em ™)
and light (298 x 10°® A ¢cm™) conditions. A high photocurrent
density signifies the brilliant capability of materials to photo-
generate and transfer charge carriers. The acquisition of the
highest photocurrent density by E-g-C3N,(3) over applied
potential proposes the ejection of a large number of charge
carriers and/or low recombination of electron and hole pairs
with good photo-absorption capability.

Moreover, the photo responses of pristine and exfoliated
photocatalysts were surveyed by transient photocurrent analysis
(i-t) (Fig. 5d). The photocatalysts exhibited enhancement in the
response current during light illumination and returned to their
initial state when the light was switched off. The transient
photocurrent responses of all the catalysts were analyzed for
many test cycles to check the stability of the photocurrent. It
was discovered that both catalysts show stable photocurrent in
every test cycle. The exfoliated catalyst showed a higher
photocurrent response than the pristine catalyst. Among
exfoliated catalysts, E-g-C3N,(3) showed the best photocurrent
response, and it follows the trend: E-g-C5N,4(3) > E-g-C3N,4(4) >
E-g-C3N,(2.5) > E-g-C3Ny(2) > E-g-C3N,(1.5). It proves that E-
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2C3N,(3) is the most photoelectrochemically active catalyst. An
evident increase in the photocurrent response can be ascribed
to the rise of conductivity.® The electrical conductivity (¢) can
be related to carrier concentration (N) by the equation ¢ = Neg,
where e is the carrier charge, and y is the mobility.®® Therefore,
the exfoliated E-g-C3N,4(3) generated more charge carriers than
the other analyzed photocatalysts upon light illumination.

EIS provides information regarding interface properties
like the charge transfer of an electrode-electrolyte system.
EIS performed in the dark was fitted in the Nyquist plots
(Fig. 5e). The semicircle feature is apparent in the impedance
spectra of all the photocatalysts. The semicircle diameter in
Nyquist plots is directly related to the reaction rate.”” The
semicircle arc's diameter relates to interfacial charge transfer
resistance (R.) at the electrode-electrolyte system.”’ The
smaller semicircle diameter (R.) of the exfoliated catalysts
than the pristine ones indicates an effective charge
separation and a faster interfacial charge transfer.”> Among
all the exfoliated catalysts, E-g-C3N,4(3) exhibited the smallest
R value, making it the most photoactive catalyst.

Mott-Schottky plots in Fig. 5f are presented to analyze the
band edge potentials and electronic properties. The plots fit
the equation 1/C* = 2 [V - Vg, — (kpT/e)]/(ecoeA*Ny) (C = space
charge capacitance, V = applied potential, Vg, = flat band
potential, k¥ = Boltzmann constant, T = temperature, e =
electron charge (1.602 x 10 C), ¢, = vacuum permittivity
(8.85 x 107** F cm™), ¢, = dielectric constant, and N4 = donor
density).”® M-S plots exhibited a positive slope over applied
potential ~versus 1/C>, which suggests an n-type
semiconductor.”* The slope values of the plots are reported in
Table S3,i and the slope values can be directly related to donor
density. The Mott-Schottky plots of the exfoliated catalysts
show a smaller slope than the pristine ones, suggesting a
higher donor density in the exfoliated catalyst. The flat band
potentials (Eg,) were obtained from the x-intercept of Mott-
Schottky plots for pristine and exfoliated catalysts. The flat
band potential for g-C;N, was —-1.11 V vs. Ag/AgCl. The
exfoliated catalyst showed a more negative flat band potential
than the pristine one. The values of the flat band potential of
all the exfoliated catalysts are presented in Table S3.f Among
all the exfoliated -catalysts, E-g-C3;N,(3) shows the most
negative flat band potential (-1.57 V wvs. Ag/AgCl). The
conduction band (CB) position is very close to the flat band
potential for an n-type semiconductor.”> The Eg, value was
used to calculate the conduction band edge potential using
the relation E., = Eg —0.1 V.”° The calculated E, values of
all the photocatalysts are shown in Table S3.f To investigate
the complete band structure of the photocatalyst, it is
necessary to find the valence band edge potential. The
bandgap (E;) can be related to the band edges using the
relation Eyvg = Ecy + E,”” All the calculated potential is
versus the Ag/AgCl scale. The equation (Exmr = Eagagal *
0.197) was used to convert them to a standard scale.”® The
most negative flat band potential and conduction band
potential values in exfoliated E-g-C3N,(3) could be due to
the carbon vacancy (Fig. S87).*>

This journal is © The Royal Society of Chemistry 2023


https://doi.org/10.1039/d2cy01801b

Published on 27 Genver 2023. Downloaded on 2026-03-01 20:37:45.

Catalysis Science & Technology

— g.(:sN4

m—— E-g-C3N, (3)

8.8x102 =
5 A
&6.6x102 .i k
oy ‘,Wv. 4 3
- — p ’ .l
g 4.4x10? { '\/ 1
220102 / ‘\w’
1.51 eV
0.0 (i (a)
0 2 4 6 8
Binding energy (eV)
_8.8x10 f-‘\
3 [
8.6.6x1021 I
2 f !
- — | 3 ‘
g 4.4x10° : X, 3
- LY
£ 2.2x102- s "“ /
A 36 eV
0.0-——41-————— (c)

0 2 4 6 8

Binding energy (eV)

View Article Online

Paper

5.0x10°
»=2122- EsEcu!oH +E cutoff
“o =4.73 eV Exeevon = 16,620V
S 4.0x10°1
g Ecuen=013 6V
33.0X1 0% 4 1613 1640 1‘8.61
[72]
. 5
3 2.0x10° 1
=
1.0x10°
0.0 r T T y
0 5 10 15 20
Binding energy (eV)
4.0x10°
- ® =21.22 - Esgcutonr * E cutors
:: 3 0 105 = 4'43 ev \E sgcuon = 16.80 eV
E, X Ecoun=001eV
> -----d
- 1647 1651 1685
7] 5]
c 2.0x10
(<]
—
=
1.0x10° 1
0.0 ‘

0 5 10 15 20
Binding energy (eV)

Energy oy Potential
(eV versus vacuum level) 8-GN, E-g-CsN,(3) (V versus NHE)
-4
13 (e)
) d=4.73eV d=443eV -3
-2
3 3.03 eV c8
3s2ev L CB |t ____
4 2.77 eV
2.72ev. 1.
AV S—— : E(443)F O
5 1.36eV
1.51eV ---F1
6 5.79 eV V.B
624evT vy =~~~ T T TTTToTTmTmTTT 2

Fig. 6 (a) VB-XPS spectrum of g-C3Ng4, (b) UPS spectrum of g-C3Ng, (c) VB-XPS spectrum of E-g-C3N4(3), (d) UPS spectrum of E-g-C3N4(3), and

(e) band structures of g-C3N4 and E-g-CzN4(3).

The band structure of g-C3N, and E-g-C3Ny(3) was
investigated by combining ultraviolet photoelectron
spectroscopy (UPS), valance band XPS (VB-XPS), and DRUV-
vis spectra. The valence band maximum (VBM) values of g-
C3N, and E-g-C3N,(3) were located at 1.51 eV and 1.36 eV vs.
vacuum in VB-XPS spectra (Fig. 6a and c), corresponding to
their Fermi levels (Ex).”° The Fermi level of the photocatalyst
was obtained by determining the work function @ from UPS
spectra, which denotes the difference in energy between the
Fermi level and vacuum.®® From the UPS spectra presented
in Fig. 6b and d, the @ values of g-C3N, and E-g-C3N,(3) were
calculated to be 4.73 eV and 4.43 eV using the relation @ =
21.22 = Esg cut off T Ecut off, Where 21.22 €V is the energy of the

This journal is © The Royal Society of Chemistry 2023

Hel photon, E.y o is the cut-off energy located in UPS
spectra, and Esg cut ofr 1S the secondary electron cut-off.%!
Thus, the Fermi levels of g-C3N, and E-g-C3N,(3) were 4.73 eV
and 4.43 eV vs. Ey,.. Combining the results of VB-XPS, DRUV-
vis, and UPS spectra, the calculated CB and VB values of g-
C;N, were 3.52 eV and 6.24 eV vs. vacuum, and the CB and
VB values of E-g-C3N,(3) were 3.03 and 5.79 eV (Fig. 6e). The
Fermi level represents the highest level that an electron can
occupy. The exfoliation decreased the work function of g-
C;N, from 4.73 eV to 4.43 eV. The material with a lower work
function value and low Fermi level can more easily transfer
the electron to the vacuum. Therefore E-g-C3N,(3) can more
efficiently transfer its photogenerated electrons to the surface
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where they participate in the photo redox process and show
good photoactivity. The band edge values are in E,,., and it
can be converted to Exyg by adding it with -4.44 + 0.02 ev.®?
The band structures of g-C3N, and E-g-C3N,(3) presented in
Fig. 6e are well matched with the band structure determined
from the Motty-Schottky plots with a marginal shift. The
carbon vacancy could be a possible reason for the uplifting of
CB and VB positions.®” The uniform charge delocalization
occurs on the VB maximum and CB minimum of heptazine
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rings in g-C3N, due to the high symmetry of the planar
structure of g-C;N,. Redistribution of the charge density
occurs in carbon-deficient g-C;N, that causes uplifting of the
CB and VB potential of g-C3N,.>*%

Photocatalytic activity

The photocatalytic oxidation of toluene was performed using
pristine g-C3N, in an oxygen atmosphere for 8 h with a 250
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Fig. 7 Toluene oxidation with - (a) different catalyst amounts (reaction conditions - g-C3zN, (various amount), light source (250 W Hg lamp),
toluene (0.05 mmol), acetonitrile (3 ml), and O, balloon), (b) different light sources (reaction conditions - g-C3N4 (25 mq), light source (various),
toluene (0.05 mmol), acetonitrile (3 ml), and (O, balloon)), (c) different atmospheres (reaction conditions - g-CsN4 (25 mg), light source (250 W Hg
lamp), toluene (0.05 mmol), acetonitrile (3 ml), and different atmospheres), and (d) different catalysts (reaction conditions - catalyst (25 mg), light
source (250 W Hg lamp), toluene (0.05 mmol), acetonitrile (3 ml), and O, balloon). *Reaction conducted in sunlight. Apparent quantum yield (AQY)
is provided in parentheses, and the calculation method is provided in the ESI}
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W Hg lamp at room temperature. First, the catalyst amount
was varied to optimize the reaction. The best activity was
found with 25 mg of catalyst (31.2% toluene conversion)
(Fig. 7a). The amount of catalyst was fixed at 25 mg for
further reactions. To optimize the light source, the reaction
was performed with different light sources. The result shows
that the reaction afforded the best activity with a 250 W Hg
lamp (Fig. 7b). In sunlight, the conversion was good (29.9%
toluene conversion) after 8 h (4 h + 4 h, on two different
days, the reaction mixture was placed in the refrigerator
overnight without light). In a household 20 W LED, the
toluene conversion was low (4.8% toluene conversion). The
results show that the 250 W Hg lamp and sunlight were
suited well for this reaction. Still, for further optimization, a
250 W Hg lamp was used.

For the reaction, an oxygen atmosphere was chosen
because the oxygen molecules abstract the electrons
generated by the photocatalyst, form superoxide, and are
involved in the oxidation of toluene (discussed later in the
mechanism part). The reaction was performed in different
atmospheres, i.e., air and inert Ar atmosphere (Fig. 7c). The
reaction vessel was purged with Ar, and then the vessel was
fitted with an Ar balloon, and the reaction was conducted. In
an Ar atmosphere, the toluene conversion was drastically
reduced to 0.2%, demonstrating the role of oxygen in the
reaction. In contrast, in air, the catalyst afforded somewhat
similar activity to that in the oxygen atmosphere, further
confirming the role of O, in the reaction.

The activity of g-C3N, for toluene oxidation was low. It
may be an excellent strategy to increase the surface area of
the catalyst to increase the catalyst activity. Firstly, the hard
template technique was employed to increase the surface
area. SBA-15 was used as a hard template, and mesoporous g-
C;N, was synthesized. Toluene oxidation was performed
using mesoporous g-C;N,. Only a marginal improvement in
toluene conversion was obtained over meso-g-C;N, (Fig. 7d).
Therefore, an exfoliation strategy was adopted to increase the
surface area of the pristine g-C3Nj.

The catalyst was exfoliated using thermal treatment. The
catalyst was treated at 500 °C in a crucible. The temperature
was optimized to 500 °C because, above that temperature, a
higher weight loss of the catalyst was observed. Firstly,
thermal treatment was employed for 1.5 h, and 300 mg of
pristine g-C3;N, was kept in a crucible in a muffle furnace.
After the thermal treatment for 1.5 h, the catalyst amount
was reduced to 170 mg, but the volume remained almost the
same, which indicated that the material (designated as E-g-
C3N,(1.5)) became fluffy. Further, E-g-C3N,(1.5) was employed
in the toluene oxidation reaction under the optimized
conditions, and 41.1% toluene was converted into
benzaldehyde (Fig. 7d). It encouraged further exfoliation of
the catalyst for longer times. Therefore, the pristine catalyst
was exfoliated at different times. With an increase in the
exfoliation time, the weight of the catalyst reduced, but the
volume remained the same. For example, upon thermal
treatment of 300 mg of g-C;N, for 1.5 h, 2.0 h, 2.5 h, 3.0 h,

This journal is © The Royal Society of Chemistry 2023
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3.5 h, and 4.0 h, the amount of sample was reduced to 170,
151, 135, 110, 98, and 85 mg, respectively. Therefore, the
fluffiness of the catalyst increased with a rise in the duration
of thermal treatment. The 50 mg of pristine g-C;N, and 50
mg of exfoliated catalysts obtained at different times were
taken in separate vials to show the difference in weight-to-
volume ratio. A digital image of the vials is shown in (Fig.
S97). The volume of 50 mg catalyst increased with the rise in
the exfoliation time. Toluene oxidation was performed with
all the exfoliated catalysts. As the extent of exfoliation
increased, the toluene conversion increased (Fig. 7d). The
catalytic data suggested that up to an exfoliation time of 3 h,
the toluene conversion was increased. The best activity was
found for E-g-C3N,(3) (84.4% toluene conversion). After that,
a decrease in conversion was observed, but the selectivity of
all the catalysts remained the same. Thus 3 h of exfoliation
was found to be the best time of exfoliation to achieve the
best activity. E-g-C3N,4(3) afforded 78.3% toluene conversion
and ~100% benzaldehyde selectivity after 8 h in sunlight
(Fig. 7d). The AQY for all the catalysts are provided in
parentheses of Fig. 7d.

The influence of the substituent was investigated. For a
better comparison, the reaction time was reduced to 6 h
instead of 8 h, and all other experimental conditions were
kept constant. The electron-withdrawing substituent (p-nitro
toluene) afforded ~100% conversion, whereas toluene
afforded 60% conversion in 6 h. The conversion of p-methoxy
toluene was lower (81%) than p-nitro toluene but higher than
toluene. It suggests that substituents improve the reactant
activity, but the withdrawing group improved the activity
more than the donating substituents (Table 2). Interestingly,
pxylene afforded p-methyl benzaldehyde selectively with
~100% conversion. p-Xylene was more reactive for the
photocatalytic oxidation reaction than toluene because the
donating group facilitated the oxidation. Therefore, the
catalyst could selectively oxidize p-xylene into p-methyl
benzaldehyde. Similarly, 95% diphenylmethane was
converted, and selectively benzophenone was formed
(Table 2). The AQY is provided in Table 2 for all the
substrates. The developed catalyst exhibited better activity
than previously reported catalysts, especially metal-free ones
(Table S51). Comparing our reaction with other reported
reactions in the literature in accordance with AQY is difficult
because most of the reported manuscripts didn't report AQY;
only one piece of literature has reported AQY (Table
S5t).172225:26:84 The developed E-g-C;N,(3) afforded 11 times
higher activity than the reported one.

The kinetics of the reaction was studied. During the initial
duration, benzyl alcohol was also detected along with
benzaldehyde (Fig. S10 and S117). The toluene conversion
was plotted for different order equations, and a linear graph
was obtained by following the first-order rate equation
(Fig. 8a). The slope of a straight line of the plot gives the rate
constant (k) 2.95 x 10 s'. The reaction is photocatalytic,
and the reaction kinetics would be dependent on the power
of the light source. The In[Tol conc.] vs. time was plotted for
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Table 2 Substrate variations for the photocatalytic oxidation reaction
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Substrate Conv. (%) Product Select. (%) AQY
Toluene 60.5 Benzaldehyde ~100 74%x107°
©\ ©\¢0
Toluene 55.7% Benzaldehyde ~100° 56 x 107°
4-Nitrotoluene ~100 4-Nitrobenzaldehyde ~100 123 x 1072
A 0
-0 _N?*
QL :
_0
4-Methyl anisole 81 4-Methoxy benzaldehyde ~100 99 x107°
L -
\©\¢0
p-Xylene ~100 ~100 123 x 1072
T #°
Diphenylmethane 95 Benzophenone ~100 117 x 107

g

+

Reaction conditions: E-g-C3N,4(3) (25 mg), light source (250 W Hg lamp), reactant (0.05 m mol), solvent acetonitrile (3 ml), time (6 h), and
oxygen atmosphere (O, balloon).” Reaction conducted in sunlight. The calculation method for apparent quantum yield (AQY) is provided in the

ESL}

reactions conducted using different light intensities. The
kinetic profiles (Fig. 8a) show the decrease in k from 2.95 x
107 to 0.79 x 107> s ' upon decreasing the light intensity
from 1010 to 210 W m™ [by placing the reaction vessel at a
different distance from the light source (Hg lamp)] (Fig. 1b).
A linear correlation between light intensity and rate constant
(R* = 0.98) was observed (Fig. 8b), which shows that the
reaction kinetics is light intensity-dependent. To calculate
the apparent activation energy (E,), the reaction was
performed at variable temperatures (Fig. 1c). Though the
reaction took place at ambient temperature but just for the
sake of calculating the activation energy, the temperature was
varied from 25-45 °C.%* The rise in temperature boosted the
reaction rate and increased the rate constant (Fig. 8c). The
Arrhenius equation gives the value of apparent activation
energy of 34.6 k] mol™ (Fig. 8d). The reaction was light
intensity-dependent; thus, a low-temperature coefficient was
found. It may be noted that without light, toluene conversion
did not occur in 25-45 °C. Moreover, the catalyst was inactive
without light, even at a higher temperature (45 °C). The
reaction is mainly photogenerated electron and hole-driven,
and its rate depends on the quantity of generated charge
carriers. Still, the oxidation rate increased with rising
temperature at a fixed light intensity.

The reaction conducted in different atmospheres using the
exfoliated E-g-C;N,(3) catalyst shows that O, was required for

1552 | Catal Sci. Technol,, 2023, 13, 1541-1557

the oxidation of toluene (Fig. S12af). In Ar and N,
atmospheres, 0.3% and 1.2% toluene conversions were
observed. It was due to the trace amount of dissolved oxygen in
the reaction mixture (Fig. S12af). The toluene oxidation was
carried out in the presence of TEMPO, a radical scavenger. A
drastic decrease in the toluene conversion was found (Fig.
S12b¥). It proves the formation of various radical species
(electrons, holes, superoxide, and hydroxide radicals) as
intermediates in the photocatalytic oxidation reaction. The
generation of free radicals upon light irradiation over g-C;N, is
well documented.®*®® The electron scavenger study was
conducted to learn the role of electrons in the photocatalytic
oxidation reaction. Two scavengers were used, i.e., CCl, and
formic acid. The toluene conversion declined to 35.6% with
CCl, and 30.1% with formic acid (Fig. S12ct). It confirms that
the photogenerated electrons play a vital role as O, is converted
into superoxide radicals. To ensure the generation of
superoxide radicals, an NBT test was performed. With the
generation of the superoxide radical, the concentration of NBT
decreased. NBT suffers reduction by superoxide, which forms
diformazan (dark blue-colored insoluble precipitate) (Fig.
S13af). g-CsN; and exfoliated E-g-C3N4(3) were capable of
producing superoxide from oxygen. A more significant
quenching of absorption suggests that E-g-C3N,(3) was more
proficient in generating superoxide radicals. Further, the
quenching of superoxide was achieved with hydroquinone and

This journal is © The Royal Society of Chemistry 2023
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Fig. 8 (a) Kinetics plots of reaction at various intensities of light, (b) the dependence of rate constant (k) on the light intensity at room
temperature, (c) kinetic plots of the reaction at various temperatures (298 K, 308 K, and 318 K), and (d) Arrhenius equation plot for E, calculation.

benzoquinone as superoxide scavengers. The toluene
conversion decreased to 51.2% in hydroquinone and 45.7% in
benzoquinone (Fig. S12dt). The holes were generated
simultaneously with the electron, and they also played an
important role. Toluene oxidation was performed with
triethanolamine (TEA) and ethylenediaminetetraacetic acid
(EDTA) as hole scavengers. The toluene conversion decreased
in both scavengers. In TEA, the toluene conversion was 10.6%,
while in EDTA, it was 16.5% (Fig. S12e7). The hole scavengers
drastically decreased the activity of the catalyst. Therefore, the
holes also facilitated photocatalytic oxidation. The involvement
of OH radicals as an intermediate in the reaction was
confirmed via fluorescence quenching using terephthalic acid
(THA) (Fig. S13bt). The experiments were conducted with g-
C3N, and E-g-C3N,(3). There is a generation of OH radicals in
both cases, but E-g-C;N,(3) generated more radicals because of
its higher activity. Scavenging experiments for OH radicals in
the presence of tert-butyl alcohol (TBA) and methanol (MeOH)
as scavengers were conducted. In TBA, the toluene conversion
decreased to 26.9%, and in MeOH, the conversion decreased to
24.5% (Fig. S12ff). It suggests that the quenching of OH
radicals terminates photocatalytic oxidation. The valence band
of the catalysts is not capable of direct generation of OH
radicals ([E° (OH/OH) = 2.40 eV] vs. NHE, pH 7).*° Therefore,
the catalyst generated the OH radicals indirectly via the
degradation of the in situ generated H,O,. The formation of
H,0, was confirmed by an iodometric test (Fig. S13ct). H,O,
was generated from the superoxide ion (discussed later).

This journal is © The Royal Society of Chemistry 2023

Based on the catalytic activity data, control experiments,
scavenging studies, and characterization results, a plausible
mechanism for the oxidation reaction is presented in Scheme 2.
In the beginning, reactant molecules were adsorbed on the
catalyst surface. Upon light irradiation, the charge carriers
(electron and hole pairs) were generated. These pairs migrated
to the catalyst's surface, where the reactant molecule was
adsorbed. The electron (e”) was consumed in the reduction of
the oxygen molecule (O, + ¢ — ‘O,), which generated the
superoxide radical anion (O,”) confirmed by the NBT test
(discussed earlier). The hole (h") interacted with the ~-C-H bond
of toluene. The hole (h") abstracted the electron (e*) from the
C-H bond, by which the C-H bond got activated, leading to the
generation of the toluene radical ('C;H,) with the liberation of a
proton (H') (C;Hg + h" — ‘C;H, + H'). The proton (H') reacted
to the superoxide radical anion (O,") to produce the (HOO")
radical (H" + O,” — HOO'). The two (HOO') radicals combined
to generate H,0, (2HOO" — H,0,) as an intermediate. H,O,
was confirmed by the iodometric test (discussed earlier). In
light, H,0, decomposed into the (OH’) radical (H,O, — OH).
The control experiment and THA test (discussed earlier)
confirmed the formation of the (OH’) radical in the reaction.
After that, the radicals ('C;H;) and (OH’) combined and formed
benzyl alcohol as an intermediate (‘'C;H, + OH" — Ph-CH,-OH).
Benzyl alcohol was identified as an intermediate in the initial
few hours of the reaction (Fig. S10 and S11%). The holes could
interact with benzyl alcohol via two pathways. In pathway one,
activation of the C-H bond took place. The hole interacted with
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Scheme 2 Possible mechanism and reaction steps associated with photocatalytic toluene oxidation.

the C-H bond, abstracted the electron by which the proton was
liberated, and Ph-CH-OH' formed (Ph-CH,-OH + h® — Ph-
CH-OH' + H"). The photogenerated electron reduced the oxygen
molecule to superoxide (O, + e* — "0, ), and superoxide
interacted with the proton and formed (HOO"). The radicals
(HOO") and benzyl alcohol combined to form benzaldehyde as
the main product, with the liberation of H,0, as a side product
(Ph-CH-OH' + HOO" — Ph-CHO + H,0,). In the second
pathway, there is the activation of the -OH bond from the hole
(Ph-CH,-OH + h" — Ph-CH,-O" + H"). In this pathway, the
formed radical and (HOO’) combined to form the desired
benzaldehyde product. Since the catalyst has basicity [due to the
nitrogen atoms, confirmed by CO,-TPD analysis (Fig. S147)],
pathway 2 also occurred. With the exfoliation, the basicity of the
catalyst increased, because the area under the curve in the CO,-
TPD profile was larger for E-g-C;N,(3) than the pristine g-C3N,,

1554 | Catal. Sci. Technol., 2023, 13, 1541-1557

indicating the higher basicity in the exfoliated catalyst. Pathway
1 proceeds through C-H activation, whereas pathway 2 proceeds
through O-H activation. The basicity of the catalyst prefers the
O-H activation of the intermediate over the C-H activation.
Thus, pathway 2 is favorable, but both paths go through the
C-H activation of toluene. The more basic E-g-C3;N,4(3) could
favor C-H/O-H activation in both paths and shows higher
activity than g-C3N,. The higher basicity in E-g-C3N,(3) triggered
the easy C-H/O-H activation, facilitated pathway 2, and
enhanced the activity of the catalyst for the reaction.

The catalyst recyclability study was conducted to validate the
stability of E-g-C3N,(3). The recycled data confirmed that the
catalyst exhibited an insignificant loss in its photocatalytic
activity during the five consecutive cycles (Fig. S15at). Also, after
five cycles, no structural change was observed in the catalyst
structure, confirmed by SEM and XRD analysis (Fig. S15b and

This journal is © The Royal Society of Chemistry 2023
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ct). The FT-IR spectra of fresh and spent catalysts demonstrate
that the chemical constituents of the spent catalysts remained
the same (Fig. S15et). The DRUV-vis spectra suggest that the
optical property of the spent catalyst was similar to the fresh
one (Fig. S15d+t). Therefore, the catalyst is suggested to be stable
and recyclable and afforded good activity and selectivity for
toluene oxidation under very mild conditions.

Conclusions

In summary, a highly efficient exfoliated catalyst, E-g-C3Ny(3),
was successfully synthesized by a simple thermal
polymerization of urea at 550 °C in a closed crucible,
followed by thermal exfoliation at 500 °C in a crucible for 3
h. BET analysis suggested that a 6-7 fold increase in the
surface area was observed after the thermal exfoliation. No
structural changes occurred upon thermal exfoliation, which
was established by XPS and FTIR analysis. A blue shift in the
UV-visible spectra was observed upon exfoliation, which
resulted in a shift in the bandgap in the materials. The band
structure of g-C3N, and E-g-C3N4(3) was determined by
combining UPS, VB-XPS, and DRUV-vis spectra. Among the
exfoliated catalysts, E-g-C3;N,(3) showed the best charge
separation, a longer charge carrier lifetime, excellent
photostability, and the best transient photocurrent response.
E-g-C3N,(3) exhibited the best activity and selectivity in
toluene oxidation to benzaldehyde with 84.4% conversion
and ~100% benzaldehyde selectivity in 8 h with an AQY of 77
x 107 using a 250 W high-pressure Hg lamp, whereas E-g-
C3N,(3) afforded 78.3% toluene conversion and ~100%
benzaldehyde selectivity in 8 h under sunlight with an AQY
of 58 x 107, The rate was light intensity-dependent and had
an activation energy of ~35 k] mol . Owing to the
delaminated layered structure with a very high surface area
and carbon vacancy, the e” and h” were efficiently separated
and transferred to the surface, which resulted in the
suppression of e” and h* recombination and facile generation
of reactive oxygen species, responsible for the excellent
performance of photocatalytic oxidation of toluene under
visible light irradiation. Based on the control reactions and
scavenging studies, a comprehensive photocatalytic reaction
mechanism was proposed. Several aromatic aldehydes and
ketones were prepared with these protocols, demonstrating
the scope of this strategy in producing a wide range of
chemicals of industrial importance. The cheap and
straightforward catalyst synthesis, sustainable reaction
conditions, C-H activation using molecular oxygen, excellent
product selectivity, efficient catalyst recyclability, and good
photostability of E-g-C3;N,(3) are attractive outcomes of this
study, which are fundamentally sound with high practical
relevance to chemical industries.
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