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Catheter-associated urinary tract infections (CAUTIs) pose a significant challenge in hospital settings.

Current solutions available on the market involve incorporating antimicrobials and antiseptics into cath-

eters. However, challenges such as uncontrolled release leading to undesirable toxicity, as well as the

prevalence of antimicrobial resistance reduce the effectiveness of these solutions. Additionally, conven-

tional antibiotics fail to effectively eradicate entrenched bacteria and metabolically suppressed bacteria

present in the biofilm, necessitating the exploration of alternative strategies. Here, we introduce a novel

polymer–nanocomposite coating that imparts rapid antimicrobial and anti-biofilm properties to coated

urinary catheters. We have coated silicone-based urinary catheters with an organo-soluble antimicrobial

polymer nanocomposite (APN), containing hydrophobic quaternized polyethyleneimine and zinc oxide

nanoparticles, in a single step coating process. The coated surfaces exhibited rapid eradication of drug-

resistant bacteria within 10–15 min, including E. coli, K. pneumoniae, MRSA, and S. epidermidis, as well as

drug-resistant C. albicans fungi. APN coated catheters exhibited potent bactericidal activity against uro-

pathogenic strains of E. coli, even when incubated in human urine. Furthermore, the stability of the

coating and retention of antimicrobial activity was validated even after multiple washes. More importantly,

this coating deterred biofilm formation on the catheter surface, and displayed rapid inactivation of meta-

bolically repressed stationary phase and persister cells. The ability of the coated surfaces to disrupt bac-

terial membranes and induce the generation of intracellular reactive oxygen species (ROS) was assessed

through different techniques, such as electron microscopy imaging, flow cytometry as well as fluor-

escence spectroscopy and microscopy. The surface coatings were found to be biocompatible in an

in vivo mice model. Our simple one-step coating approach for catheters holds significant potential owing

to its ability to tackle multidrug resistant bacteria and fungi, and the challenge of biofilm formation. This

work brings us one step closer to enhancing patient care and safety in hospitals.

Introduction

Urinary tract infections (UTIs) affect approximately 50% of
women at some point in their lives leading to an overall
annual cost of more than $1 billion.1 One significant type of
UTI is catheter-associated urinary tract infections (CAUTIs),
with ∼70–80% of complicated UTIs being attributed to indwel-
ling catheters.2–4 Close to one out of every five hospitalized
patients undergoes catheterization during their hospital stay
with catheters made of materials such as silicone, poly-
urethane rubber, etc.5 The prolonged presence of a catheter
within the urinary tract acts as a physiological as well as a
mechanical irritant, and offers an easy substratum for the
development of microbial biofilms, where bacteria or fungi
can adhere to and colonize the catheter surface.6 Coupled with
the emergence of multidrug-resistant bacteria, the ability of
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the most prevalent pathogens such as E. coli, MRSA and
Candida to form biofilms on catheters has further complicated
treatment options.4,7 Bacteria within the biofilm are highly
resistant to conventional drugs due to the impenetrable nature
of the biofilm matrix and variable metabolic states of
embedded cells, while also being less vulnerable to human
immune cells compared to free-floating bacteria.8–12

Treating CAUTIs has become challenging, as higher doses
of antibiotics are often required to eradicate the bacteria and
clear the infection.13–15 Even after robust antibiotic therapy,
given the nature of infection and the persistence of invading
bacterial and fungal pathogens, episodic recalcitrance of
urinary tract infections is well reported.16,17 Typically, cath-
eters are replaced regularly to prevent infection, or patients are
prescribed broad-spectrum antibiotics. However, both options
are undesirable since they are tedious or may be ineffective
against drug resistant bacteria, bringing further agony to the
patient.13,18 Untreated CAUTIs can lead to more severe con-
ditions, including kidney infection (pyelonephritis) and poten-
tially life-threating sepsis.15,19–21 This underscores the need for
a multi-pronged broad-spectrum bactericidal intervention for
preventing and alleviating CAUTIs.

Current market practices involve impregnating catheters
with antibiotics and antiseptics to decontaminate the local
environment through their release; however, it can sometimes
result in excessive leaching and reservoir exhaustion, reducing
its effectiveness.22,23 Additionally, the potential ineffectivity of
current antibiotics against resistant strains is also a challenge.
While there are some reports of antimicrobial coatings with
broad-spectrum activity, very few studies have demonstrated
the antimicrobial potential of coatings against catheter associ-
ated urinary tract infections.24,25 Swift microbial adhesion and
excessive biofilm formation in the case of CAUTIs necessitate
rapid antimicrobial activity to mitigate and prevent catheter
colonization.26–28

In this study, we aimed to address some of these challenges
by developing a non-covalent antimicrobial polymer nano-
composite (APN) coating on silicone surfaces and urinary cath-
eters, displaying a rapid microbicidal effect against drug-resist-
ant bacteria and fungi, through multiple mechanisms of
action. The coating was developed by the combination of two
components, namely, a hydrophobic organosoluble polymer
and zinc oxide nanoparticles. The rationale of choosing these
two components lies in their individual properties. We chose a
quaternized polyethyleneimine polymer (QPEI-NHC16), which
was reported to possess antibacterial properties. This polymer
was engineered by quaternizing polyethyleneimine with a hex-
adecyl amide long chain.29 Zinc oxide nanoparticles, which are
known to possess antibacterial properties, were incorporated
into the nanoformulation, along with the polymer.30 The aim
was to introduce synergy of antibacterial activity between the
two components, and potentially obtain formulations with
broad-spectrum activity. A physical mixture of the two com-
ponents was dropcast onto silicone surfaces, which are a
common catheter material. The coated surfaces were character-
ized using techniques including scanning electron microscopy

(SEM) and atomic force microscopy (AFM). Our coating
showed potent antibacterial properties against common cath-
eter-associated pathogens, including Escherichia coli,
Enterococcal strains, methicillin-resistant Staphylococcus aureus
(MRSA), Klebsiella pneumoniae, and Staphylococcus epidermidis
as well as antifungal activity against the fungal pathogen
Candida spp. Biofilm inhibition studies were conducted
against drug-resistant Gram-positive and Gram-negative bac-
teria. The retention of activity of the coating was checked after
washing. The bactericidal activity of the coating was examined
through spectroscopic methods. Furthermore, the biocompat-
ibility of the APN-coated catheter was examined in an in vivo
murine model through implantation.

Results and discussion
Synthesis and characterization

Synthesis and characterization of QPEI-NHC16. The polymer,
QPEI-NHC16, was synthesized by quaternization of N-methyl
PEI with N-hexadecyl-2-bromoethanamide.29 Firstly,
N-hexadecyl-2-bromoethanamide was obtained by reacting
1-amino hexadecane with bromoacetyl bromide. Next,
N-methyl PEI was synthesized using the Eschweiler–Clarke
methylation technique, employing commercially available
branched polyethyleneimine (PEI, 750 kDa) (Fig. 1a). Finally,
the N-methyl PEI was quaternized using N-hexadecyl-2-bro-
moethanamide, yielding QPEI-NHC16. The polymer
QPEI-NHC16 was characterized by FT-IR (Fig. 1b) and 1H-NMR
following previously established protocols.

Synthesis and characterization of ZnO nanoparticles. Zinc
oxide nanoparticles were synthesized by reacting zinc acetyl-
acetonate monohydrate with two surfactant moieties, oleyl
amine and oleic acid, under inert conditions (Fig. 1c).31 The
high temperature process enables nucleation and the con-
trolled growth of ZnO nanoparticles. The resulting nano-
particles were characterized by X-ray diffraction (XRD) analysis,
which revealed distinct planes at (100), (002), (101), (102)
(110), (103), (200) and (112) within the 30° to 80° range, con-
firming the formation of nanoparticles with a hexagonal
closed packing (hcp) structure (Fig. 1d). The formation of
nanoparticles was also confirmed by the observed Zn–O peak
in the FT-IR spectrum at around 480 cm−1 (Fig. S1a‡).
Transmission electron microscopy (TEM) was utilized to visual-
ize the nanoparticles, where an average size of ∼5.15 ±
0.93 nm was observed, with spherical morphology (Fig. 1e).

Thermal stability assessment. Thermal stability assessments
were conducted on QPEI-NHC16 and the ZnO nanoparticles.
QPEI-NHC16 showed robust thermal stability, manifesting
weight loss or degradation only at 400 °C (Fig. S1b‡), which
established its resilience as a thermally stable polymer.
Because of the hydrophobic coating around the nanoparticle,
stabilization over time was observed, up to a temperature of
650 °C (Fig. S1b‡).

Coating of surfaces and characterization. Antimicrobial
polymer–nanocomposite (APN) solutions were prepared by
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mixing equivolume ratios of polymer solution in DCM and
ZnO solution in DMSO, to yield three different formulations
with varying concentrations of the components (Fig. 1f),
namely, APN1 (25 mg mL−1 of QPEI-NHC16 and 5 mg mL−1 of
ZnO), APN2 (50 mg mL−1 of QPEI-NHC16 and 2.5 mg mL−1

ZnO) and APN3 (50 mg mL−1 of QPEI-NHC16 and 5 mg mL−1

ZnO). 20 μL of the different APN solutions were then uniformly
dropcast onto the 1 × 1 cm2 silicone surfaces (Fig. 1g).
Uncoated surfaces were used as a control for comparison.
Scanning electron microscopy was used to check the uniform-
ity and presence of coating on silicone surfaces revealing the
rough morphology of the coated surface. Furthermore, energy-
dispersive X-ray analysis of the APN coated surface showed the
presence of nitrogen, bromine, and zinc (Fig. 1j) Nitrogen and
bromine corresponded to the presence of QPEI-NHC16, while
zinc was representative of the ZnO nanoparticles. Uncoated
silicone surfaces showed the presence of only Si with a smooth
morphology (Fig. S1e‡). For 12 Fr silicone catheters, cut into
3 cm lengths, dip-coating with APN3 solution was executed
(Fig. 1h), and the coated segments were characterized by
FESEM (Fig. S1c and d‡). Atomic force microscopy confirmed

a uniform coating and showed a root-mean-square (RMS)
roughness of 1.94 nm for the coated surface (Fig. 1i).

Antibacterial activity for APN coated surfaces. The APN1,
APN2, and APN3 coated silicone surfaces were screened for
antibacterial activity against representative Gram-positive
(MRSA ATCC 33591) and Gram-negative (E. coli R3336) bac-
teria, by incubating 20 mL of ∼5 × 106 CFU per mL bacterial
suspension on the coated surfaces for 30 min. Then the sur-
faces were dragged on nutrient agar plates and the plates were
incubated overnight to check the viability of pathogens. A
similar experiment performed on the uncoated surface demon-
strated thick bacterial lawns. APN1 and APN2 coated surfaces
also displayed similar bacterial lawn growth, indicating their
poor antibacterial property. However, the APN3 coated surfaces
showed effective killing, with no bacterial growth of MRSA and
E. coli (Fig. 2a). The bacterial load on the surfaces contami-
nated with E. coli was also quantitatively assessed. While
uncoated silicone surfaces had a burden of 5.47 log CFU per
cm2, the APN coated surfaces displayed a reduced bacterial
burden, indicating their antibacterial potential. Out of the
three formulations, APN1 and APN2 displayed a modest

Fig. 1 (a) Synthesis of N-hexadecyl N-methyl PEI by Eschweiler–Clarke methylation of PEI, following quaternization with hexadecyl bromoethana-
mide; (b) Fourier transform IR spectra of PEI, N-methyl PEI and QPEI-NHC16; (c) synthesis of zinc oxide nanoparticles; (d) X-ray diffraction pattern of
ZnO nanoparticles; (e) transmission electron microscopy imaging of ZnO nanoparticles; scale bar = 10 nm; (f ) concentrations of the two com-
ponents in the antimicrobial nanocomposite formulations (APNs); (g) schematic representation of coating of antimicrobial polymer nanocomposite
(APN) solution onto silicone surfaces by the drop-casting method; (h) representative image of a Foley catheter (Rusch catheter of thickness = 12 Fr)
used for experiments; (i) atomic force microscopy image of silicone surfaces coated with APN3 in height phase; ( j) energy dispersive X-ray analysis
of APN3 coated silicone surface. Inset images represent colour mapping of nitrogen (red), bromine (blue) and zinc (purple). Scale bar = 250 μm.
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reduction of ∼1 log CFU per cm2 (bacterial burden for APN1 =
3.47 log CFU per cm2, for APN2 = 4.42 log CFU per cm2). The
APN3 coated surfaces, however, were highly bactericidal, and
displayed complete killing (reduction of 5.47 log) (Fig. 2b). In
the case of Gram-positive MRSA, APN1 and APN2 demonstrated
a moderate antibacterial effect (bacterial burden for APN1 =
4.6 log CFU per cm2, for APN2 = 4.7 log CFU per cm2), with a
similar ∼1 log reduction as compared to uncoated surfaces
(bacterial burden = 5.6 log CFU per cm2). Here too, APN3

coated surfaces displayed 100% killing of MRSA, with a
reduction of 5.6 log bacteria (Fig. 2c). Based on these results,
APN3, exhibiting potent antibacterial properties, was chosen
for subsequent experiments. While APN1 and APN2, with lower
concentrations of the polymer and ZnO did not show complete
bacterial killing, APN3, with the highest concentration of both
polymer and ZnO, was identified as the optimum formulation.

We further investigated the antibacterial activity of surfaces
coated with APN3 against different clinical isolates of Gram-
positive bacteria E. faecium (VRE 903), S. epidermidis MTCC
3615 and MRSA ATCC 33591, along with Gram-negative bac-
teria K. pneumoniae R3934 and K. pneumoniae ATCC 700603
and compared the activity with surfaces coated with either the
polymer (QPEI-NHC16) or ZnO. It was observed that, the APN3

coated surface effectively killed all tested bacteria whereas the
uncoated surface, as well as surfaces coated with QPEI-NHC16

and ZnO, showed thick growth of a bacterial lawn (Fig. S2a‡).
Quantitatively, the bacterial load on surfaces incubated with

MRSA was also evaluated. Uncoated silicone surfaces exhibited
a load of 3.9 log CFU per cm2, QPEI-NHC16 and ZnO coated
surfaces had a similar bacterial burden, showing their moder-
ate antibacterial properties (bacterial burden for QPEI-NHC16

coated surface = 3.2 log CFU per cm2 and ZnO coated surface =
4.01 log CFU per cm2). However, APN3 coated surfaces exhibi-
ted 100% killing of MRSA effectively (Fig. S2b‡).

To ascertain the efficacy of APN3 coated silicone surfaces,
they were checked against various drug-resistant strains of
E. coli and P. aeruginosa R590 using a similar protocol. The
uncoated surface showed the growth of a thick lawn of bac-
terial colonies, whereas, APN3 coated surfaces showed com-
plete killing against all tested bacterial strains, than the
polymer-coated silicone surfaces with complete killing within
just 30 min (Fig. 3a and Fig. S2c‡).32

To provide a quantitative assessment of bacterial reduction
achieved by APN3 coated surfaces, titration of viable bacterial
cells was performed for E. coli R3336 and P. aeruginosa R590.
Uncoated surfaces showed thick growth of bacteria (bacterial
load = 4.1 log CFU per cm2), whereas APN3-coated surfaces
demonstrated complete killing of E. coli R3336 bacteria with a
reduction of 4.1 log as compared to the QPEI-NHC16 polymer
coated surface, which showed average antibacterial activity of
less than 1 log reduction in bacterial colonies (bacterial
burden = 3.2 log CFU per cm2), and ZnO coated surface (3.4
log CFU per cm2; Fig. 3b). Antibacterial activity assessment
against P. aeruginosa R590 for APN3 coated surfaces showed
the killing of 100% of bacterial cells, with a reduction of 3.3
log. QPEI-NHC16 and ZnO coated surfaces showed mediocre
activity against P. aeruginosa bacteria with a bacterial burden
of 3.9 log CFU per cm2 and 3.7 log CFU per cm2, respectively
(Fig. 3c). The marked decrease in bacterial counts highlights
the robust antibacterial efficacy of surfaces coated with APN3

compared to surfaces coated with QPEI-NHC16 or ZnO across a
wide range of bacteria. This underscores the potential utility of
APN3-coated surfaces in the prevention of catheter-associated
urinary tract infections (CAUTIs).

To visually validate the effectiveness of APN3-coated sur-
faces in killing bacteria, the surfaces were exposed to 20 µL of
∼5 × 106 CFU per mL E. coli R3336 and P. aeruginosa R590 bac-
teria for 30 min. It was observed that for the uncoated surfaces
as well as QPEI-NHC16 or ZnO coated surfaces, the nutrient
media became turbid indicating the growth of bacteria. On the
other hand, for APN3-coated surfaces, media remained clear,
demonstrating the absence of bacterial growth, and establish-
ing the efficacy of the coating, with a rapid bactericidal effect
within 30 min (Fig. 3d and e).

Bactericidal kinetics. Bacterial colonization of invasive bio-
medical devices can cause major life-threatening infections.
Infections through catheters can spread during the handing of
the catheters so it is important for surfaces to rapidly kill bac-
terial cells before the infection prevails.33 To evaluate how fast
bacterial cells can be eradicated, bactericidal kinetics was per-
formed for the silicone surfaces coated with APN3. Upon incu-
bation of these surfaces with E. coli R3336, E. coli MTCC 443,
and P. aeruginosa R590 stationary cells, the surfaces showed

Fig. 2 Antibacterial activity of APN coated silicone surfaces; (a) antibac-
terial activity of APN coated silicone surface against E. coli R3336 and
methicillin-resistant S. aureus (MRSA ATCC 33591). Arrows indicate the
direction of dragging of surfaces on agar plates. Bacterial burden on
APN coated surfaces against (b) E. coli R3336 and (c) MRSA ATCC 33591.
An asterisk (*) indicates a bacterial count of <50 CFU per cm2.
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effective killing within 10–15 min (Fig. 3f). Such rapid bacteri-
cidal activity observed within much smaller time frames as
compared to just the polymer indicates the synergistic efficacy
of the nanocomposite. While the polymer coated glass surface
itself is bactericidal, it requires higher concentrations and
much longer time frames (24 h) to display complete killing.

Antibacterial activity of APN3-coated urinary catheters. After
affirming the ability of the APN3 coated silicone surfaces to
rapidly inactivate a wide range of bacteria upon exposure, the
APN3 coating was further validated on real catheters by dip-
coating the 12 Fr urinary catheters, as described earlier. The
catheter pieces were incubated with Gram-negative E. coli
R3336; when incubated and dragged across the agar plate, a
thick lawn of bacteria grew for the uncoated catheters (Fig. 4a).
When quantitative assessment was done, uncoated catheters
showed a high bacterial load (bacterial burden of 4.8 log CFU
per cm2) and QPEI-NHC16 coated surfaces showed a slight
reduction (bacterial burden = 3.7 log CFU per cm2). No bac-
terial colonies were observed in the case of APN3 coated cath-
eters. Counting of the bacterial load also validated the efficacy
of APN3 as ∼4.8 log reduction in E. coli R3336 bacterial cells
was observed (Fig. 4b).

Wash stability and retention of antibacterial activity of APN3

coatings. Coatings on catheters can wash off due to repeated
urination. Determining the stability of these coatings after
washing is mandatory. The silicone surfaces coated with APN3

were washed with saline repeatedly in 5 cycles by vortexing
them for 1 min (Fig. S3a‡). SEM images and elemental
mapping showing the presence of the elements of the coating
confirmed that the coating was still present on the surfaces
(Fig. S3b and c‡).

The washed surfaces were checked for their antibacterial
activity against E. coli R3336 and E. coli MTCC 443. It was
observed that the uncoated control surfaces showed thick bac-
terial colonies whereas the APN3 coated surfaces showed no
growth of bacteria when dragged across agar plates (Fig. 4c).
There was 100% killing of bacterial colonies of E. coli MTCC

Fig. 3 (a) Potent killing of bacteria by the optimized coating APN3 against key UTI-causing multi-drug resistant Gram-negative bacteria E. coli and
P. aeruginosa through the dragging method. Arrows indicate the direction of dragging of surfaces on agar plates. Reduction in bacterial count for (b)
E. coli R3336 and (c) P. aeruginosa R590. An asterisk (*) indicates a bacterial count of <50 CFU per cm2 plates. Visualization of antibacterial activity
through turbidity tests against (d) E. coli R3336 and (e) P. aeruginosa R590; (f ) bactericidal kinetics of uncoated and APN3 coated surfaces against
E. coli R3336, P. aeruginosa R590 and E. coli MTCC 443. Arrows indicate the direction of dragging of surfaces on agar plates.

Fig. 4 (a) Antibacterial activity of uncoated silicone catheter and sili-
cone catheters coated with QPEI-NHC16 and APN3 against E. coli R3336
by the dragging method. Arrows indicate the direction of dragging of
surfaces on agar plates; (b) reduction in bacterial load for uncoated,
QPEI-NHC16 and APN3 coated catheters; retention of antibacterial
activity of APN3 coated surfaces after multiple washes with saline (5
times) (c) through the dragging method and (d) through the determi-
nation of bacterial count. Asterisk (*) indicates a bacterial count of
<50 CFU per cm2.
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443 by APN3 coated surfaces, with a 4.9 log reduction. Even
after multiple washing steps, the APN3 coated surface retained
its antimicrobial property and was capable of complete killing
of the challenging bacterial load (Fig. 4d). The potent bacteri-
cidal property proves that washing does not strip the surfaces
completely of their antibacterial property. The highly hydro-
phobic hexadecyl chain-bearing polymer is not soluble in
water. This hydrophobicity may have a potential role in adher-
ing the nanocomposite to the silicone surface, in addition to
other non-covalent van der Waal type interactions such as
hydrogen bonding within the film as well as with the surface.
This in turn validates the stability of the APN3 coating during
multiple cycles of washing with saline.

Inhibition of biofilm formation on coated surfaces. The
urinary tract, when equipped with a catheter, creates optimal
circumstances for the substantial growth of biofilm commu-
nities. Various bacterial species form biofilms on indwelling
catheters, leading to complications in patient care. Among
these issues, crystalline biofilms pose a significant challenge
by obstructing the catheter passage and causing episodes of
pyelonephritis and septicemia.34 A biofilm is a multi-cellular
microbial structure made up of several metabolically inactive
or dormant bacterial cells, an extracellular matrix that is self-

produced, and antimicrobial diffusion barriers.35–38

Furthermore, it was shown that dispersed cells originating
from mature biofilm dispersion were distinct from planktonic
and biofilm embedded bacterial cells.11 Therefore, the ability
of APN3 to prevent bacterial biofilm growth against E. coli
R3336, E. coli MTCC 443 and MRSA ATCC 33591 was next
tested. Biofilm inhibition was studied for APN3 coated sur-
faces, which were incubated with bacteria in biofilm inducing
medium. Upon quantification of the biofilm embedded
burden, the APN3 coated surfaces showed a ∼4 log reduction
in cell viability in the case of E. coli MTCC 443 (bacterial
burden 4.4 log CFU per mL), a ∼3 log reduction for E. coli
R3336 (bacterial burden 5.3 log CFU per mL) and a ∼3 log
reduction for MRSA biofilm (bacterial burden 5.8 log CFU per
mL) indicating the potential of the APN3 coating (Fig. 5a–c).
QPEI-NHC16 coated surfaces showed a moderate reduction in
biofilm bacterial burden for E. coli as well as MRSA biofilms
with a bacterial burden of 7.3 log CFU per mL, 7.6 log CFU per
mL and 7.7 log CFU per mL for E. coli MTCC 443, E. coli R3336
and MRSA biofilms, respectively.

On APN3 coated surfaces, the extent of biofilm formation
was visualized using CLSM imaging, after being stained with
SYTO 9 and PI (Fig. 5d–f ). Uncoated surfaces showed colossal

Fig. 5 Biofilm inhibition study for drug-resistant Gram-negative and Gram-positive bacteria; reduction in bacterial burden in (a) E. coli MTCC 443,
(b) E. coli R3336 and (c) MRSA ATCC 33591 biofilm; CLSM images of PI-SYTO9 stained biofilms in uncoated, QPEI-NHC16 and APN3 coated surfaces
against (d) E. coli MTCC 443, (e) E. coli R3336 and (f ) MRSA ATCC 33591 biofilm. Scale bar = 10 μm.
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growth of bacterial biofilms with thicknesses of 8.4 μm,
6.9 μm and 8.2 μm for E. coli R3336, E. coli MTCC 443 and
MRSA ATCC 33591, respectively. On the other hand, APN3

coated surfaces showed a thickness of 2 μm in E. coli biofilms
and 1.9 mm in the MRSA biofilm proving the efficacy of inhi-
biting the growth of biofilms on the surfaces. More impor-
tantly, as SYTO9-PI staining revealed, the APN3 coated surfaces
revealed a smattering of both SYTO9-PI-stained cells indicating
a membrane compromised state. On the other hand, the
uncoated surfaces had a thick lawn of SYTO9-only cells, indi-
cating multiple layers of viable cells. These results were con-
sistent across the three bacterial strains tested. The incorpor-
ation of ZnO nanoparticles significantly enhanced the biofilm
inhibition properties of the coating, as coating with only the
polymer did not reduce the biofilm thickness and cell burden
as much as with the APN3 coating.

Antifungal activity of coated surfaces. Candida species are
commonly found in the human gastrointestinal system,
vaginal tract, and skin.39 During hospital stays, especially in
the ICU, patients often develop risk factors, with candiduria
being a common cause of fungal UTIs. Candida-related urinary
tract infections are on the rise in hospitals, particularly in indi-
viduals with prolonged urinary catheterization. The signifi-
cance of indwelling devices in hospitalized patients lies in the
formation of complex biofilms on mucosal and plastic sur-
faces, comprising yeast, hyphae, and pseudo hyphae micro-
colonies. Candida species contribute to 78.3% of nosocomial
fungal infections.40

The efficacy of the coating was checked against fluconazole-
resistant C. albicans AB226 and C. albicans AB399. When con-
taminated with fungal suspension and incubated for 2 h, the
APN3 coated showed no fungal growth upon dragging on a
YPD plate. On the other hand, uncoated surfaces showed thick
lawns of fungi on the plate (Fig. 6a).

To quantify the antifungal activity, the coated and uncoated
surfaces were incubated with a million viable fungal cells of
both strains. The surfaces were washed with saline, and the
solution was titered and plated for counting of the fungal colo-
nies. After an incubation period of 2 h, APN3 coated surfaces
showed 100% killing of fungal cells with a 4.1 log reduction
for C. albicans AB399 and a 4.3 log in the case of C. albicans
AB226. The uncoated surfaces showed a burden of 4.1 log CFU
per cm2 and 4.3 log CFU per cm2 (Fig. 6b). The nanocomposite
was significantly superior to the individual components where
QPEI-NHC16 coated (fungal load = 3.3 log CFU per cm2) and
ZnO coated (fungal load = 3.3 log CFU per cm2) surfaces
showed a ∼1 log reduction in fungal colonies of C. albicans
AB399. Similarly, for C. albicans AB226, QPEI-NHC16 coated
(fungal load = 3.6 log CFU per cm2) and ZnO coated (fungal
load = 4.2 log CFU per cm2) surfaces did not show much anti-
fungal activity in 2 h.

Fungicidal kinetics. To avoid fungal colonization and event-
ual biofilm formation, it is mandatory to rapidly eradicate
fungi from catheter surfaces. It is important to measure how
fast the APN3 coating can eradicate fungal strains. The surfaces
were incubated with C. albicans AB226 and C. albicans AB399

at different time points of 30 min, 1 h, and 2 h. The coating
effectively killed C. albicans AB226 within 1 h whereas
C. albicans AB399 took 2 h to be killed. Within 1–2 h, the
coating killed 100% of the fungal strains, demonstrating its
higher effectiveness against fungal strains (Fig. 6c).

Assessment of APN3 antibacterial effectiveness against UTI
causing pathogens. Human urine is contaminated with
various pathogens during UTIs, mostly uropathogenic E. coli
(UPEC). When UPEC enters the bladder, it meets uroepithelial
cells and triggers a powerful innate immune response by acti-
vating many signalling pathways and these bacteria are usually
resistant to common antibiotics.4,41 Antibacterial activity
against hospital acquired UPEC CFT073 was checked, and it
showed 100% killing with a 4.8 log reduction in bacterial
burden in saline in the case of APN3. The surfaces coated with
either QPEI-NHC16 polymer or ZnO displayed little or no
activity against E. coli CFT073 in saline, with bacterial burdens
of 3.6 log CFU per cm2 and 4.4 log CFU per cm2, respectively,

Fig. 6 Antifungal activity of coated surfaces against the drug-resistant
fungi C. albicans AB226 and C. albicans AB399 determined (a) through
the dragging method, (b) reduction in fungal count and (c) fungicidal
kinetics of uncoated and APN3 coated surfaces; arrows indicate the
direction of dragging of surfaces on YPD agar plates. An asterisk (*) indi-
cates a fungal count of <50 CFU per cm2.
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as compared to the uncoated surface (bacterial burden of 4.8
log CFU per cm2; Fig. 7b). To further mimic the real UTI situ-
ation, urine from a healthy donor was collected and contami-
nated with UPEC CFT073. The antibacterial efficacy of the sur-
faces was checked when E. coli CFT073 was inoculated in urine
and saline by dragging surfaces across the agar plate.
Uncoated surfaces, as well as QPEI-NHC16 and ZnO coated sur-
faces, showed thick bacterial lawn growth whereas APN3

coated surfaces showed no bacterial colonies on the agar plate
(Fig. 7c and d). Furthermore, upon quantitative assessment it
was observed that APN3 coated surfaces showed 100% killing
of bacterial cells in 30 min with a ∼4.8 log reduction compared
to QPEI-NHC16 (bacterial burden = 3.8 log CFU per cm2) and
ZnO coated surfaces (4.2 log CFU per cm2), which showed
mediocre antibacterial activity against UPEC CFT073 when
inoculated in urine (Fig. 7a).

During implantation, catheters can get contaminated due
to poor procedural practices. During a UTI, human urine con-

tains a huge fungal and bacterial load that can attach to the
catheter and form impenetrable biofilms.8 It is important to
prevent any possible pathogen in the urine from adhering to
the surface. To assess that, urinary catheters were inoculated
with both Gram-positive MRSA and Gram-negative E. coli bac-
teria (Fig. 7e) and two strains of Candida albicans (Fig. 7f) in
urine. For the surfaces, when dragged across respective nutri-
ent and YPD agar plates, it was observed that there were thick
colony growths in the case of uncoated surfaces, whereas no
colonies were observed for APN3 coated surfaces showing
effective killing of pathogens.

Mechanism of action. Membrane active nature of coated
surface was determined through different methods.36 To have
a better understanding of the mechanism of killing of bacteria
by APN3, the bacterial morphology of E. coli MTCC 443 was
visualized by scanning electron microscopy after incubation
with APN3 coated polystyrene surfaces. Images of the cells
incubated with the uncoated surfaces demonstrated the pres-
ence of a well-defined morphology and E. coli bacteria with a
rod-like morphology (Fig. 8a). On the other hand, coated sur-
faces showed the disruption of the bacterial cells, indicating
loss of structural integrity of the bacterial cells, and debris was
observed, affirming membrane disruption. To further visualize
the membrane disruption of bacteria, a live–dead assay was
done. Dual-staining microscopic imaging with SYTO-9 and PI
dyes was adopted to assess membrane perturbation by coated
surfaces (Fig. 8b). The appearance of green fluorescence vali-
dated that practically all bacteria were alive in the case of
uncoated surfaces. However, upon exposure to the coating,
merged green and red fluorescence from SYTO-9 and PI stain-
ing was observed. The permeabilization of PI into these cells
indicated their membrane compromised nature.

Cytoplasmic membrane depolarization. ZnO has been
reported to decrease cytoplasmic bacterial cell potential under
certain conditions. While ZnO can induce depolarization of
the bacterial cytoplasmic membrane, it is also possible for it
to mitigate or counteract depolarization in some scenarios.42,43

In certain cases, higher concentrations of ZnO might not
induce depolarization, but instead exhibit protective effects on
the membrane potential.44 DiSC3(5) accumulates on hyperpol-
arized membranes, and due to self-quenching, does not show
significant fluorescence. If the membrane potential is lost,
and the membrane gets depolarized, the dye moves out from
the membrane into the solution, where we see a strong incre-
ment in fluorescence. For QPEI-NHC16 coated wells, the fluo-
rescence intensity increased over time. Due to the decrease in
depolarization effects of ZnO, the APN3 coating showed an
average value increment in depolarization of ZnO and
QPEI-NHC16. As a result, this discovery plainly demonstrated
that APN3 had disrupted the normal membrane potential
(Fig. 8c).

Cytoplasmic inner membrane permeability. ZnO and a
highly positively charged polymer like QPEI-NHC16 can cause
physical damage to the cytoplasmic inner membrane, leading
to increased membrane permeability. This increased per-
meability can result in the leakage of ions, small molecules,

Fig. 7 Antimicrobial activity of APN3 coated surfaces and catheters
against uropathogenic bacteria and fungi in urine. Reduction in the bac-
terial count of E. coli CFT073 on coated surfaces when inoculated in (a)
urine and (b) saline; antibacterial activity determined through the drag-
ging method of surfaces incubated with bacterial suspensions prepared
in (c) urine and (d) in saline; (e) antibacterial activity of uncoated and
APN3 coated catheters against MRSA and E. coli inoculated in human
urine; (f ) antifungal activity of uncoated and APN3 coated catheters
incubated with fungal suspension prepared in urine. An asterisk (*) indi-
cates a fungal count of <50 CFU per cm2. Arrows indicate the direction
of dragging of surfaces on agar plates.
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and cellular components, disrupting the normal functioning
of the bacterial cell.45,46 The membrane permeabilizing
capacity of APN3 coated surfaces was assessed by employing PI
dye, which exhibited increased fluorescence when it pene-
trated compromised bacterial cells and bound tightly to bac-
terial DNA. Compared to QPEI-NHC16 and ZnO coated sur-
faces, the APN3 coated surface showed an enhanced effect on
inner membrane permeability through the enhanced fluo-
rescence observed, indicating disruption of the inner mem-
brane of the bacteria (Fig. 8d).

Intracellular ROS generation in bacteria. Reactive oxygen
species are deadly weapons to that can kill pathogens directly

by causing oxidative stress or through various non-oxidative
mechanisms.47,48 We have observed that nanocomposite coat-
ings are much superior in their bactericidal effect as compared
to only polymer coatings. This indicates that the presence of
ZnO is crucial for potent and rapid antibacterial activity.
Referring to earlier reports on metal oxide nanoparticles, we
anticipated a role for reactive oxygen species (ROS) in the bac-
tericidal activity of the nanocomposite coating. DCFH2 upon
oxidation due to ROS generation turns into membrane per-
meable DCF (2′,7′-dichlorodihydrofluorescein), which is
detected by flow cytometry.49 The uncoated surface showed no
ROS generation, whereas the QPEI-NHC16 coated surface

Fig. 8 Mechanistic investigations into the bactericidal action of APN3 coating; (a) scanning electron images of E. coli MTCC 443 were used to track
the death of bacteria. Scale bar = 10 μm. (b) Live–dead assay images of bacterial killing. Scale bar = 10 μm. (c) Cytoplasmic inner membrane per-
meability of planktonic E. coli MTCC 443 bacteria; (d) cytoplasmic membrane depolarization of E. coli MTCC 443; red arrow indicates the transfer of
bacterial suspension with dye from control wells to coated wells. (e) Flow cytometric analysis of intracellular ROS in E. coli MTCC 443, generated
upon incubation onto uncoated silicone surface, and QPEI-NHC16, ZnO and APN3 coated silicone surfaces.
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showed a very low percentage of ROS generation. ZnO, with
inherent ROS generating properties, showed 2.1% intracellular
ROS generation in 10 min. However, the polymer–nano-
composite system, APN3, due to the synergistic effect of the
polymer and metal oxide nanoparticle showed a high amount
of ROS generation with a bimodal population distribution
amounting to 50.3% to kill the bacterial cells in 10 minutes.50

This asserts that a plausible reason for the rapid antimicrobial
activity showed by the APN3 coating is fast ROS generation,
which can inactivate bacterial cells rapidly with along with the
membrane disrupting activity of the polymer (Fig. 8e). Overall,
a mechanistic investigation indicates the superior activity of
the dual-component formulation for the inactivation of
microbial cells. These preliminary investigations into the
mechanism of action conclusively indicate the strong synergy
between the quaternary hydrophobic polymer, which interacts
with and perturbs the microbial envelope, and the inorganic
zinc oxide nanoparticles, validating the superiority of the
nanoformulation.

Antibacterial activity against metabolically suppressed
bacterial cells

The prevalence of metabolically repressed stationary phase
and persister cells, which are inert to typical antibiotic thera-
pies, is one of the alarming challenges in healthcare settings.
Therefore, as a result, if antibiotic treatment is discontinued,
these cells may cause infections to return. Along with activity
against planktonic bacteria, APN3 coated surfaces also demon-
strated potent activity against stationary phase E. coli cells.
While uncoated surfaces showed the presence of a huge
number of bacterial cells on the agar plates, APN3 displayed
complete killing of the dormant stationary phase bacterial
cells, with no growth of any bacterial colonies on the plate
(Fig. 9b).

Along with stationary phase cells, pathogenic bacteria also
display persistent phenotypes, which are a small subpopu-
lation of bacteria that can outlast antibiotic treatment by enter-
ing a dormant state. This subpopulation, known as persister
cells, while not being conventionally resistant to antibiotics,

can evade antibiotic action, and be rejuvenated when anti-
biotic therapy is discontinued, leading to recalcitrance of
infection.24,51,52 We assessed the bactericidal potential of our
coated surfaces against E. coli persister cells generated by high
dose ampicillin therapy.53 APN3-coated surfaces effectively
killed these notorious antibiotic-persister E. coli cells within
30 min while uncoated and polymer-coated surfaces displayed
substantial bacterial growth. This result underscored the
efficacy of the APN3 coating at eliminating difficult-to-eradicate
subpopulations of bacteria (Fig. 9b).

Antimicrobial action against polymicrobial biofilms. The
dearth of market-available antimicrobials, such as antibiotics
and antifungals, against polymicrobial biofilms, which cause a
slew of deadly illnesses such as CAUTIs, diabetic foot ulcers,
lung infections, pulmonary disorders, and soft tissue infec-
tions, is a big challenge. The coexistence of E. coli and Candida
albicans results in the development of polymicrobial biofilms,
which are not completely curable even after several antibiotic
treatments.39 As a result, antimicrobial agents that are
effective against such multispecies infections are in great
demand. The dual efficacy of the APN3 coating against both
fungi and bacteria motivated us to check the efficacy of the
coating against polymicrobial biofilms. The ability of APN3 to
inhibit the formation of polymicrobial biofilms of E. coli
MTCC 443 and Candida albicans AB226 was tested (Fig. 9a).
APN3 reduced the fungal load by ∼1.8 log with a fungal count
of 5.4 log CFU per mL as compared to uncoated surfaces
(fungal burden of 7.7 log CFU per mL) and the bacterial count
by ∼1.5 log with a bacterial burden of 7.1 log CFU per mL as
compared to an uncoated surface (bacterial load of 8.9 log
CFU per mL). This demonstrates the relevance of the polymer–
nanocomposites’ combined effectiveness of the cationic
polymer and ZnO nanoparticles.

In vivo biocompatibility

To determine the biocompatibility of the polymer nano-
composite APN3, it was coated onto medical grade silicone
catheters and subsequently implanted into the subcutaneous
pocket of mice (Fig. 10a). After periods of 3 days and 7 days,
the mice were sacrificed and the tissue surrounding the
implant was collected and examined for inflammatory
responses, if any, through histological analysis using haema-
toxylin and eosin staining. Hematoxylin stains cell nuclei a
purplish blue, and eosin stains the extracellular matrix and
cytoplasm pink, with other components taking on various
tints, hues, and colour combinations. The uncoated catheter
showed moderate infiltration of inflammatory cells, mainly
neutrophils and mononuclear cells, after 3 days (Fig. 10b).
However, the tissues surrounding the implanted APN3 coated
catheter showed mild infiltration of inflammatory cells mainly
neutrophils and mononuclear cells and a healthy keratin layer
as indicated (Fig. 10b). After 7 days, the tissues showed no
inflammatory response to the coated implant compared to the
tissues surrounding the uncoated catheter, proving the coated
one to be more biocompatible. This moderate improvement in
the inflammatory response towards the implant compared to

Fig. 9 Inhibition of polymicrobial biofilms on APN3 coated surfaces. (a)
Reduction in count of biofilm-embedded C. albicans AB226 and E. coli
MTCC443 by APN3; (b) antibacterial activity of uncoated surface and
QPEI-NHC16 and APN3 coated surfaces against planktonic, stationary
and persister cells of E. coli MTCC 443 by dragging across the agar
plate. Arrows indicate the direction of dragging of surfaces on agar
plates.
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the pristine catheter can be ascribed to the presence of zinc
oxide, as evidenced in recent reports, which have proved that
ZnO has anti-inflammatory properties.54–57

Conclusions

Prolonged catheterization fosters biofilm formation on the
catheter surface, complicating treatment due to the growing
prevalence of multidrug-resistant bacteria with the ability to
create biofilms on catheters. Through this study, we developed
a non-covalent paint-like coating based on the polymer nano-
composite APN3. The coating was fabricated from organo-solu-
tions of an antimicrobial polymer, QPEI-NHC16, and ZnO
nanoparticles. The dual active nanocomposite coating exhibi-
ted rapid bactericidal action against uropathogenic E. coli
within 10 minutes, along with broad spectrum antimicrobial
efficacy against drug-resistant Gram-positive, Gram-negative
bacteria as well as pathogenic fungi, which are responsible for
CAUTIs. Additionally, this coating demonstrates stability
against multiple washes and inhibits the formation of single
species and polymicrobial biofilms on catheter surfaces.
Mechanistic investigations were carried out to validate the
membrane disruption exhibited by the coatings and the gene-
ration of reactive oxygen species in a rapid manner through

synergistic effects. Notably, it swiftly eradicates metabolically
repressed stationary phase and persister cells of E. coli; this
highlights its superior antibacterial properties. These attri-
butes highlight the unique multifunctionality and novelty of
this nanocomposite coating on urinary catheters. Taken
together, the rapid bactericidal property of the coating, and
biofilm inhibition, make the coating highly suitable as a pre-
ventive and therapeutic intervention for urinary catheters and
mitigation of CAUTIs. Our validation of the coatings’ stability
and retention of activity on washing, and effective anti-
microbial properties when coated onto urinary catheters,
further buttresses the significance of this report. The coating
also proved to have no inflammatory response with excellent
biocompatibility in vivo. Altogether, the overall results suggest
that the antimicrobial polymer nanocomposite coating has
immense potential for further development as a multipronged
strategy for reducing and tackling CAUTIs.

Methods
Synthesis

N-Hexadecyl-2-bromoethanamide. 1-Aminohexadecane
(64 mmol) and an aqueous solution of K2CO3 (95 mmol) were
added to DCM (55 mL). The mixture was then cooled to 5 °C
followed by dropwise addition of bromoacetyl bromide
(95 mmol) solution in anhydrous DCM (55 mL). The mixture
was stirred for 30 min. The mixture was then allowed to stir at
room temperature for 18 h. The DCM layer was collected. The
aqueous layer was washed using DCM (250 mL) twice. After
that, the DCM solutions were mixed, and rinsed with water
three times (100 mL each time). The DCM solution was then
passed over anhydrous sodium sulphate (Na2SO4) and reduced
in volume using a rotary evaporator to obtain a colourless
solid product. The product was characterized through 1H-NMR
and FT-IR.

N-Methyl branched PEIs. Polyethyleneimine (PEI) (750 kDa;
5.6 g) was taken in a round-bottom flask and formic acid
(3.4 mL) was added followed by the addition of formaldehyde
(5.45 mL) and 20 mL of water. The reaction mixture was
refluxed at 90 °C for 60 h. The mixture was then cooled to
room temperature followed by the addition of KOH (8 M) solu-
tion until the pH was ∼11. The product was extracted by
washing the mixture with chloroform. The product was charac-
terized through 1H-NMR and IR.

N-Hexadecyl, N-methyl PEIs. N-Methyl PEI (17.5 mmol per
repeating unit) was reacted with N-hexadecyl-2-bromoethana-
mide (26.3 mmol) in tert-butanol (50 mL) in a screw-top tube
for 96 h at 75 °C. The resulting reaction mixture was reduced
in volume using a rotary evaporator. Then, an excess of diethyl
ether was added to obtain a pale-brown product. After settling
of the precipitate, excess diethyl ether was decanted. The
product was redissolved in chloroform and reprecipitated
using diethyl ether thrice to remove any impurities. Finally,
the precipitate was dried under vacuum to obtain the quater-

Fig. 10 In vivo biocompatibility of APN3 coated catheters. (a)
Representative image of catheter implantation in the subcutaneous
pocket of the mouse. (b) In vivo biocompatibility of the coating.
Histopathology analysis of tissues harvested from mice with an uncoated
catheter implant and an APN3 coated catheter implant upon haematoxy-
lin and eosin staining shows sweat and sebaceous glands (SG), hair fol-
licles (HF), adipose tissue (AT), muscle layer (M), keratin layer formation
(arrow) and inflammatory response (asterisk). Scale bar = 200 μm.
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nized PEI (QPEI-NHC16). The product was characterized
through 1H-NMR and FT-IR.

ZnO nanoparticles. Using zinc acetylacetonate monohydrate
(6 mmol) as a metal precursor, zinc oxide nanoparticles (ZnO
NP) were synthesized in the presence of oleyl amine (18 mmol)
and oleic acid (3.6 mmol). The degassed mixture was heated
under argon flux at 240 °C for 20 min.31 After cooling, ethanol
was used to precipitate the nanocrystalline product. The
product was centrifuged. The product was purified using re-
dispersion in chloroform and reprecipitation with ethanol.
The nanoparticles showed high dispersibility in chloroform. A
white powder was obtained after drying under vacuum.

Characterization of ZnO nanoparticles
X-ray diffraction (XRD). Zinc oxide nanoparticles (ZnO NP)

were dispersed in chloroform (10 mg mL−1) and dropcast on a
2 × 2 cm2 glass slide, dried and studied by XRD spectroscopy
using a Rigaku powder XRD instrument. Transmission elec-
tron microscopy (TEM). Zinc oxide nanoparticles were dis-
persed in chloroform (0.2 mg mL−1) and dropcast on a TEM
grid and the images were captured on a JEOL JEM 2100 Plus
instrument operating at an acceleration of 200 kV. Fourier
transform infrared spectroscopy (FT-IR) was done to character-
ize the ZnO NPs. To determine the size of the ZnO NPs, 20 par-
ticles were taken into consideration randomly from the TEM
image, and using ImageJ analysis the average size of the par-
ticles was calculated. ZnO NPs were directly used for FT-IR
measurements.

Coating of surfaces and characterization. An organic solu-
tion of QPEI-NHC16 was prepared in DCM at concentrations
100 mg mL−1 (91 wt%) and 10 mg mL−1. ZnO NPs (9 wt%)
were dispersed in DMSO and called APN3. Employing these
previously mentioned solutions, antimicrobial polymer nano-
composites (APN) of varying composition were prepared
(Fig. 2a). APN1 was synthesized by mixing equi-volumes of
50 mg mL−1 QPEI-NHC16 (83 wt%) and 10 mg mL−1 ZnO NP
(17 wt%) whereas APN2 was obtained through an equi-volume
mixture of 100 mg mL−1 QPEI-NHC16 (95 wt%) and 5 mg mL−1

ZnO NP (5 wt%). Silicone surfaces (thickness ∼0.3 mm) were
cut into 1 × 1 cm2 pieces and washed with isopropanol and
water followed by rinsing with acetone to remove impurities.
After the surfaces were dried, 20 μL of the previously prepared
APN solution was dropcast on the surfaces and dried at room
temperature and then at 40 °C. The APN coated surfaces were
characterized through field emission scanning electron
microscopy (FESEM), energy dispersion X-ray (EDX), and
atomic force microscopy (AFM) as follows. 12 Fr silicone cath-
eters were cut into small pieces of 3 cm in length, and dip
coated with APN3 (equivolume solutions of 100 mg mL−1

QPEI-NHC16 and 10 mg mL−1 ZnO) and characterized by
FESEM.

Characterization of coated surfaces
Field emission scanning electron microscopy (FESEM).

Uncoated and APN coated surfaces were characterized by
FESEM studies with gold-sputtering before imaging.

Energy dispersive X-ray (EDX). The Zeiss Gemini 500 FESEM
apparatus, which was carrying the EDX unit, was used to

conduct an EDX analysis of the silicone samples. The samples
were subjected to gold sputtering before imaging.

Atomic force microscopy (AFM). Si wafers were coated with
APN3 at a concentration of 20 µg mm−2 for QPEI-NHC16 and
0.4 µg mm−2 for ZnO NPs. Measurements were done using a
Bruker Innova instrument with a silicon cantilever in tapping
mode with frequencies between 300 and 400 kHz and spring
constant values between 40 and 80 Nm−1. Uncoated surfaces
were used as a control.

Thermal stability of coatings. QPEI-NHC16 and ZnO NPs were
examined for thermal stability under an N2 gas flow at a rate of
40 mL min−1 with a temperature interval of 5 °C through
thermogravimetric analysis (TGA) using a PerkinElmer STA
6000 instrument.

Antibacterial activity determined by the dragging method.
APN1, APN2 and APN3 coated silicone surfaces were checked
for their antibacterial activity against Gram-positive MRSA
ATCC 33591 and Gram-negative E. coli R3336.58 Briefly mid-log
phase bacteria were harvested after culturing at 37 °C for 6 h
in nutrient media under constant shaking conditions. The bac-
teria were diluted in saline to obtain a concentration of ∼5 ×
106 CFU per mL, which was further used for experimentation.
Onto the coated and uncoated surfaces, a 20 μL drop of the
previously prepared bacterial suspension was placed and incu-
bated for 30–45 min at 37 °C. The surfaces were then dragged
across the nutrient agar plate along its diameter and incubated
for 18 h. The agar plates were subjected to photographic
imaging. Furthermore, to quantify viable bacterial cells on the
surfaces, the surfaces were washed rigorously with 990 µL of
saline. The wash solutions were then diluted serially 10-fold
followed by dropping 20 µL of the dilutions onto nutrient agar
plates. The agar plates were incubated for 18 h at 37 °C and
colonies were counted. The experiment was done in triplicate.

Stability of APN3 coating towards washing. 1 × 1 cm2 silicone
surfaces and 3 cm long catheter surfaces were coated through
the drop-casting and dipping-methods, respectively, with the
APN3 solution. The surfaces were washed in 5 cycles with
saline through vortexing for 2 min for every wash. The washed
surfaces were then characterized by scanning electron
microscopy and energy-dispersive X-ray spectroscopy. Gold
sputtering was done before imaging.

Activity against multidrug-resistant (MDR) bacteria.
Different clinical isolates of Gram-positive bacteria E. faecium
ATCC 19634, vancomycin-resistant E. faecium 903 (VRE 903)
and MRSA ATCC 33591, along with Gram-negative bacteria
K. pneumoniae R3934 and E. coli R3336 were checked for anti-
bacterial activity. The bacteria were cultured at 37 °C for 6 h in
nutrient media under constant shaking conditions. E. faecium
was cultured in brain heart infusion (BHI) medium under the
same conditions. The bacterial suspension was diluted to ∼5 ×
106 CFU per mL suspension in saline. 20 μL of this bacterial
suspension was dropped on the 1 × 1 cm2 surfaces of silicone
coated with QPEI-NHC16, ZnO and APN3. In the experiment,
uncoated silicone surfaces were used as the control. The sili-
cone surfaces were dragged across the nutrient agar plate’s dia-
meter following a 30 min incubation period at 37 °C. The
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plates were then imaged after incubation for 18 h at 37 °C. The
viable bacterial colonies were also counted on the surfaces fol-
lowing the previously mentioned protocol.21,23 The experiment
was done in triplicate.

Antibacterial activity through visual turbidity tests. E. coli
R3336 and P. aeruginosa R590 were grown in nutrient media
for 6 h under continuous shaking conditions. The bacterial
suspensions were diluted to ∼5 × 106 CFU per mL in saline.
QPEI-NHC16 and APN3 coated surfaces were incubated by
placing a 20 µL drop of bacterial suspension on top. After incu-
bation for 30 min, these surfaces were transferred to freshly
prepared growth media and incubated at 37 °C for 18 h. The
uncoated surfaces were treated as the control for the experi-
ment. After incubation, the turbidity of the media was investi-
gated visually, if any, and photographs were captured. The
experiment was done in duplicate.

Activity against various E. coli cells

Activity against planktonic cells. E. coli R3336, E. coli MTCC
443, E. coli ATCC 25922, E. coli MTCC 448, E. coli R250, and
E. coli 4806 cells were cultured at 37 °C for 6 h in nutritional
media under continual shaking conditions. The bacterial sus-
pension was diluted in saline to obtain ∼5 × 106 CFU per mL
suspensions. 20 µL of these bacterial suspensions were put
onto the coated and uncoated surfaces. The remainder of the
experiment was as mentioned previously. The experiment was
done in triplicate.

Activity against stationary cells. E. coli MTCC 443 cells were
grown to the stationary phase by diluting a mid-log phase bac-
terial culture ∼1000-fold in nutrient broth and incubating it at
37 °C for 16 h under shaking conditions. The stationary cells
were centrifuged for 3 min at 9000 rpm and resuspended in
saline. The suspension was further diluted in saline to obtain
∼5 × 105 CFU per mL suspensions of stationary cells. This sus-
pension was used to investigate the antibacterial activity. The
procedure employed was like that of the antibacterial assay of
coated surfaces as mentioned previously. The experiment was
done in triplicate.

Activity against persister cells. E. coli MTCC443 cells were
grown into persisters following a previously reported proto-
col.35 Briefly, the stationary cells were centrifuged and treated
with 300 μg mL−1 ampicillin solution and incubated at 37 °C
for 4 h under shaking conditions. The bacterial suspension
was then centrifuged at 9000 rpm for 3 min and resuspended
in saline. The final resuspension was done to obtain a concen-
tration of around 5 × 105 CFU per mL. The procedure that fol-
lowed was similar to the antibacterial assay of coated surfaces
against planktonic cells. The experiment was done in
triplicate.

Bactericidal kinetics. Mid-log phase E. coli R3336 (∼5 × 106

CFU per mL) cells were diluted with saline (∼105 CFU per mL).
A 20 μL aliquot of this bacterial suspension was dropped onto
1 × 1 cm2 silicone coated with QPEI-NHC16 and APN3.
Uncoated silicone surfaces were employed as a control. The
samples were incubated at 37 °C for varying time intervals of
0, 5, 10, 15, 30, and 45 min. Following an incubation period of

18 h at 37 °C, these surfaces were dragged over the nutrient
agar plates along their diameter, incubated and photographed.
The experiment was done in triplicate.

Antibacterial activity of APN3 coated urinary catheters. A 12
Fr silicone catheter was cut into small pieces (25–30 mg) of
3 cm in length. Both ends of the catheters were blocked by
heat-sealing them. The catheter surfaces were dip-coated with
APN3 and after air-drying, they were further dried at 45 °C. A
droplet of 20 μL of ∼106 CFU per mL E. coli R3336 bacterial
suspension in saline was placed on a Petri dish. The surfaces
were rubbed on the bacteria to smear the entire surface of the
catheter. Uncoated catheters were used as controls. The cath-
eter surfaces were incubated at 37 °C for 45 min. Following
incubation, the catheter surfaces were dragged on agar plates
and incubated at 37 °C for 18 h. The plates were then photo-
graphed and the viable bacterial colonies were also counted as
mentioned previously. The experiment was done in triplicate.

Retention of antibacterial activity after multiple washes. The
uncoated and coated catheters and silicone surfaces were
washed with saline in 5 cycles for 1 min each. After washing
the surfaces, they were incubated with 20 μL ∼5 × 106 CFU per
mL E. coli R3336 and E. coli MTCC 443 bacteria at 37 °C for
30 min. The procedure followed thereafter was similar to that
mentioned previously. The experiment was done in triplicate.

Biofilm inhibition study

Confocal laser scanning microscopy. Glass coverslips of
18 mm in diameter were coated with QPEI-NHC16 and APN3.
The coated coverslips were transferred to the wells of a 6-well
plate. Uncoated cover slips were used as controls. MRSA ATCC
33591, E. coli MTCC 443, and E. coli R3336 cells were sus-
pended in the appropriate medium (M9 medium with 0.02%
casamino acid and 0.5% glycerol was used for E. coli biofilms
and nutrient broth supplemented with 1% NaCl and 1%
glucose was used for the MRSA biofilm). 2 mL of bacterial sus-
pension was then added to the wells containing the coverslips.
The 6-well plates were incubated at 37 °C for 72 h under
stationary conditions for E. coli R3336 and E. coli MTCC 443
biofilms and 24 h for the MRSA biofilm. Consequently, the
coverslips were removed and washed with saline. The cover-
slips were then placed on glass slides, followed by the addition
of a solution of SYTO 9 green dye (60 μM) and PI red dye
(15 μM) and covered with another coverslip and incubated for
15 min. The biofilms grown, if any, were then photographed
using a confocal laser scanning microscope (Zeiss LSM 800).
The experiment was done in triplicate.

Bacterial colony counting. QPEI-NHC16 and APN3 coated
surfaces were used in the experiment. The experiment
employed uncoated glass slips as the control. Biofilms were
allowed grow on the coated or uncoated coverslip surfaces fol-
lowing the previously mentioned method. The coverslips were
then washed with saline to remove unadhered cells and placed
in a new 6-well plate. The biofilms were then digested using
trypsin EDTA (1 : 4 for MRSA and 1 : 10 for E. coli). This diges-
tion solution was then further diluted 10-fold using saline and
20 μL of the resulting dilutions were drop-plated on nutrient
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agar plates. The agar plates were incubated for 18 h at 37 °C,
consequently the bacterial colonies were counted. The experi-
ment was done in triplicate.

Anti-fungal activity of coated surfaces. On 1 × 1 cm2 coated
and uncoated surfaces, 20 μL of a 106 CFU per mL fungal sus-
pension of C. albicans AB226 and AB399 was dropped and
incubated at 37 °C for 2 h. YPD (yeast peptone dextrose) agar
plates were used in the subsequent procedure, which was iden-
tical to the previously mentioned protocol for examining the
antibacterial activity. Viable fungal colonies upon exposure to
coated and uncoated surfaces were also counted following the
previously mentioned protocol. The experiment was done in
triplicate.

Fungicidal kinetics. The fungicidal kinetics of the coated
and uncoated surfaces were investigated against C. albicans
AB226 and C. albicans AB399. The procedure followed was
similar to that of bactericidal kinetics mentioned earlier. The
time points studied in the experiment were 0 min, 30 min, 1 h
and 2 h. The experiment was done in triplicate.

Antibacterial activity of surfaces against E. coli CFT073. To
check the efficacy of the coated and uncoated surfaces against
UPEC E. coli CFT073, the bacteria were cultured in nutrient
broth for 6 h. A bacterial suspension of ∼5 × 106 CFU per mL
was taken in saline and urine separately. The surfaces were
incubated with 20 µL of the bacterial suspension at 37 °C for
30 min. The surfaces were dragged across the agar plates and
incubated for 18 h at 37 °C. The plates were photographed,
and the viable colonies were counted as in the above-men-
tioned procedure.

Antimicrobial activity of urinary catheters in urine. The
efficacy of the coated and uncoated catheters against Gram-
positive MRSA and Gram-negative E. coli MTCC 443 bacteria as
well as C. albicans AB226 and AB399 fungal strains were
checked in urine. The uncoated and APN3 coated polyurethane
catheters were incubated with bacterial and fungal suspension
of 20 µL of ∼5 × 106 CFU per mL for 30 min, at 37 °C. The cath-
eters were then dragged across nutrient agar and YPD agar
plates for bacterial colony and fungal colony growth and incu-
bated at 37 °C for 18 h. The plates were then photographed.
Urine was collected with informed consent from a healthy
donor, following the protocols permitted by the Institutional
Ethics Committee (IEC) of the Jawaharlal Nehru Centre for
Advanced Scientific Research (JNCASR) (JNC/IEC/M3-2022/
JH-001) under the guidelines of the Indian Council of Medical
Research (ICMR), by the Government of India (GoI).

Mechanism of action

Membrane disruption through scanning electron
microscopy. Polystyrene well-plates were coated with APN3.
Uncoated wells were considered as controls. The wells were
then filled with 400 μL aliquots of a bacterial suspension of
E. coli R3336 at ∼107 CFU per mL in saline and incubated at
37 °C for 2 h. The bacteria were then harvested in a centrifuge
tube and centrifugation was carried out at 3000 rpm for 5 min.
The resulting bacterial pellet was resuspended in 30%, 50%,
70%, and 90% ethanol : water solutions. Final resuspension

was in 90% ethanol and 5 μL of the suspension was dropcast
onto a silicon wafer and air-dried. The samples were gold-sput-
tered before imaging with a Zeiss Gemini 500 FESEM
instrument.

Membrane disruption through fluorescence microscopy
(live–dead assay). Wells of a 96-well plate were coated with
APN3. Uncoated wells were treated as controls. 100 μL of ∼107

CFU per mL bacterial suspension of E. coli MTCC 443 was
dropped into 10 wells and incubated at 37 °C for 60 min. The
bacterial suspensions were then collected in a centrifuge tube
and centrifuged at 5000 rpm for 5 min. The supernatant was
discarded and resuspended in 1 mL of saline. SYTO-9 (3 μM)
and PI (15 μM) were added and left for 15 min in the dark. The
dye-supplemented bacterial suspension was centrifuged again
at 5000 rpm for 5 min. The supernatant was discarded and
redissolved in 100 μL saline. 5 μL was dropcast on a glass slide
for imaging and covered with a coverslip. The experiment was
done in triplicate.

Intracellular ROS generation through flow cytometry.
Surfaces coated with QPEI-NHC16, ZnO and APN3 solutions
were incubated with 20 μL of ∼107 CFU per mL bacterial sus-
pension of E. coli MTCC 443 at 37 °C for 10 min. Right after
incubation, the surfaces were washed with 1 mL saline.
Pristine surfaces were treated as controls in the experiment.
The washed solutions were treated with 10 μL of 10 μM 2′,7′-
dichlorodihydrofluorescein diacetate (DCFDA) dye for staining.
The samples were analysed for intracellular ROS (reactive
oxygen species) generation with proper excitation and emis-
sion of DCFDA dye through flow cytometry in the FACS Aria II
device. Gating and analysis were done using FCS Express 6
software.

Membrane depolarization assay. Polystyrene 96-well plates
were coated with APN3, QPEI-NHC16 and ZnO. Uncoated wells
were considered as the control for the experiment. E. coli
MTCC 443 cells in the mid-log phase were collected, centri-
fuged at 3500 rpm for 5 min and washed with a 1 : 1 ratio of
100 mM KCl and HEPES buffer (pH 7.4) followed by a 1 : 1
ratio of 5 mM glucose and HEPES buffer. The cells were then
resuspended in a solution containing 5 mM HEPES buffer,
100 mM KCl with 0.2 mM EDTA, and 5 mM glucose. EDTA was
added to enable dye take up by permeabilizing the outer mem-
brane of E. coli. EDTA is a chelating agent that can disrupt the
integrity of the outer membrane, making it more permeable.
The presence of EDTA in the resuspension buffer helps to
facilitate this permeabilization process. In the experiment, the
E. coli cells were treated with the fascinating dye 3,3′-dipropyl-
thiadicarbocyanine iodide, also known as DiSC3(5), at a con-
centration of 2 μM. The cells were incubated with this dye
along with 190 μL of bacterial suspension on a plate and incu-
bated for 45 min. Fluorescence was measured at intervals of
2 min over a period of 30 min in the Tecan Spark plate reader.
After the first 4 min the bacterial suspensions were transferred
from the uncoated wells to the respective coated wells for fluo-
rescence intensity measurements.

Inner membrane permeabilization assay. Similar to the
membrane depolarization assay, the coated 96-well plate was
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used. E. coli MTCC 443 cells in the mid-log phase were separ-
ately subjected to centrifugation (3500 rpm, 5 min), followed
by washing with a 1 : 1 ratio of 100 mM KCl and HEPES buffer
solution and finally resuspended in a 1 : 1 ratio of 5 mM
glucose and HEPES buffer (pH 7.4). The working concen-
trations of the bacteria were approximately 108 CFU per mL.
Next, 190 μL portions of bacterial suspension containing
10 μM propidium iodide (PI) were added to the wells of a
Corning 96-well black plate with a clear bottom. The fluo-
rescence of PI was monitored for 4 min using an excitation
wavelength of 535 nm and an emission wavelength of 617 nm
after which the bacterial suspensions treated with dye were
transferred from the uncoated well to the respective coated
wells for a period of 30 min for fluorescence measurement in
the Tecan Spark microplate reader.

Polymicrobial inhibition activity. Glass coverslips of 18 mm
in diameter were coated with APN3, and pristine surfaces were
used as the control for the experiment. The coating’s activity
against polymicrobial biofilms was tested using interkingdom
mixed biofilms of Candida albicans and E. coli. Individual cul-
tures of C. albicans AB226 and E. coli MTCC 443 were diluted
in an equi-volume combination of potato dextrose broth (PDB)
and tryptic soy broth (TSB) to reach bacterial and fungal con-
centrations of 105 and 106 CFU per mL, respectively.11 Then,
2 mL of this mixed mixture was transferred to the wells of a
fresh 6-well plate, where the coated and uncoated coverslips
were placed. Plates were incubated for 24 hours at 37 °C. After
that, the coverslips were washed with saline. Following
dilution, 20 L of each diluted solution was dropped on nutri-
tional agar plates containing amphotericin B (100 g mL−1) in
the case of E. coli. C. albicans was grown on YPD agar plates
with vancomycin (150 g mL−1). The bacterial plates were then
incubated for 24 hours at 37 °C and the fungal plates for
48 hours at 30 °C to count the number of live colonies. The
experiment was done in triplicate.

Determination of in vivo biocompatibility of coated cath-
eters. The in vivo animal experiments were done by following
the appropriate protocols, which were approved and permitted
by the Institutional Animal Ethics Committee (IAEC) of the
Jawaharlal Nehru Centre for Advanced Scientific Research
(JNCASR) (201/Go/ReBi/S/2000/CPCSEA) under the national
laws of the Committee for the Purpose of Control and
Supervision of Experiments on Animals (CPCSEA) by the
Government of India (GoI). One group of mice was implanted
with uncoated catheters and the other group was implanted
with APN3-coated catheters. Four mice were used in each
group. The animals were sedated with a combination of keta-
mine (40 mg kg−1) and xylazine (2 mg kg−1 xylazine). All the
mice were bred in the institute’s animal facility. Before, the
experiment was conducted, the fur in the dorsal line was
removed and a small incision was made into the subcutaneous
pocket of the mice. Medical grade silicone catheters were cut
into small pieces of 0.5 cm in length and the ends were heat
sealed. The catheter pieces were inserted into the sub-
cutaneous pocket. The incisions were then sutured up with
vicryl sutures. After 3 days, the mice were sacrificed, and the

adjacent tissues were collected and placed in a formalin solu-
tion. The tissues were washed and subsequently dehydrated
using 70, 90 and 100% ethanol solution for 1 h. The tissues
were then checked for inflammatory response through haema-
toxylin and eosin staining method.
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