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anocomposite for visible light-
induced industrial textile effluent degradation, uric
acid and ascorbic acid sensing and antimicrobial
activity†

R. Saravanan,*af Mohammad Mansoob Khan,b Vinod Kumar Gupta,cde E. Mosquera,f

F. Gracia,a V. Narayanang and A. Stephen*h

A facile and inexpensive route has been developed to synthesize a ternary ZnO/Ag/Mn2O3 nanocomposite

having nanorod structures based on the thermal decomposition method. The as-synthesized ternary ZnO/

Ag/Mn2O3 nanocomposite was characterized and used for visible light-induced photocatalytic, sensing and

antimicrobial studies. The ternary ZnO/Ag/Mn2O3 nanocomposite exhibited excellent and enhanced visible

light-induced photocatalytic degradation of industrial textile effluent (real sample analysis) compared to

pure ZnO. Sensing studies showed that the ternary ZnO/Ag/Mn2O3 nanocomposite exhibited

outstanding and improved detection of uric acid (UA) and ascorbic acid (AA). It also showed effective and

efficient bactericidal activities against Staphylococcus aureus and Escherichia coli. These results suggest

that the small size, high surface area and synergistic effect among ZnO, AgNPs and Mn2O3 induced

visible light photocatalytic activity by decreasing the recombination of photogenerated electrons and

holes, and extending the response of pure ZnO to visible light, enhanced sensing of UA and AA and

antimicrobial activity. Overall, the ternary ZnO/Ag/Mn2O3 nanocomposite is a valuable material that can

be used for a range of applications, such as visible light-induced photocatalysis, sensing and

antimicrobial activity. Therefore, ternary nanocomposites could have important applications in

environmental science, sensing, and biological fields.
Introduction

Water is considered as the elixir of life because the world would
not have any life without water. It is essential for every living
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organism, but the quantity and quality of water is insufficient
and inappropriate in accomplishing the needs of human beings.
The amount of fresh water on earth is inadequate for human
beings in fullling their requirements. The amount of waste
water is increasing with the rapid growth of industrialization.
The United Nations has stated that the yearly amount of waste
water produced is six times more than that of all the existing
rivers of the world.1,2 Thus, water pollution creates major envi-
ronmental issues around the globe. Hence, pollution treatment
should be a major concern. On the other hand, removal of
pollutants fromwaste water can be achieved by several methods.3

One of the best and green environmentally friendly methods is
photocatalysis. It is an attractive and efficient way to solve the
above issue by a cost effective approach. In the recent years,
nanomaterials are utilized for various applications because of
novel characteristics. Specially, nano-semiconducting materials
which are used for photocatalysis and biosensors owing to their
applications in degrading industrial pollutants and highly
sensitive detection of various enzymes. They have signicant
impact on human health and the ecosystem.4–12

Biosensors are being used in the detection of innumerable
enzymes and chemicals at very low detection limit. Among the
various enzymes and chemicals, the detection of uric acid (UA)
RSC Adv., 2015, 5, 34645–34651 | 34645

http://crossmark.crossref.org/dialog/?doi=10.1039/c5ra02557e&domain=pdf&date_stamp=2015-04-14
https://doi.org/10.1039/c5ra02557e
https://pubs.rsc.org/en/journals/journal/RA
https://pubs.rsc.org/en/journals/journal/RA?issueid=RA005044


RSC Advances Paper

Pu
bl

is
he

d 
on

 0
8 

d’
ab

ri
l 2

01
5.

 D
ow

nl
oa

de
d 

on
 2

7/
1/

20
26

 1
1:

35
:5

7.
 

View Article Online
and ascorbic acid (AA) is of utmost importance which plays a
signicant role in human beings health. A small variation in the
standard level of UA as well as AA creates a lot of diseases to
human beings. Therefore, to nd the level of UA and AA at
earlier stage is necessary.13–15 Among the various analytical
methods, electrochemical analysis has been proven to be a very
promising approach for UA and AA detection.13–15 Among the
metal oxides, zinc oxide (ZnO) nanomaterials has been broadly
used as biosensor and photocatalytic material due to their low
cost, biocompatibility, and chemical stability against photo-
corrosion and chemical corrosion.13,14,16 Ahmad et al. described
the effective determination of uric acid with a detection limit of
0.05–2 mM using ZnO nanosheets which were found to provide
high electron ow, thus favouring enhanced sensitivity.17 Xia
et al. proposed that glassy carbon electrodes modied with
hierarchical ZnO nanoowers showed an enhanced sensitivity
with a very low electrochemical detection limit for dopamine.18

However, photodegradation of the pollutants using ZnO is
restricted under visible light because of the large band gap. Thus,
signicant efforts have been directed towards the research on
suitable visible light driven catalysts that is one of the major
challenging issue. Different materials and techniques were used
to functionalize the ZnO to degrade the pollutants under visible
light irradiation.19–25 Recently, it was reported that, the synergistic
coupling effect between ZnO and Mn2O3 system effectively
prevents the electron–hole recombination that results the degra-
dation of textile effluent in 8 h under visible light irradiation.25

Saravanan et al. reported that the surface modication of the ZnO
by Ag acts as an electron–hole separation center, hence, enhances
the photocatalytic activity. In particular, ZnO/Ag (90 : 10) system
has shown higher photocatalytic activity compared with other
weight percentages and it was successfully used for the degrada-
tion of textile dyes in 4 h under visible light irradiation.24

This paper reports the synthesis of a novel ternary ZnO/Ag/
Mn2O3 nanocomposite with improved photodegradation effi-
ciency in a short interval of visible light irradiation. The ternary
ZnO/Ag/Mn2O3 nanocomposite was prepared in the ratio of
(80 : 10 : 10) using facile thermal decomposition method. The
synthesized catalyst was characterized by different techniques
and used for multiple applications such as the photocatalytic
degradation of industrial textile effluents (real sample analysis)
under visible light irradiation, electrochemical detection of UA
and AA and antimicrobial activities. To the best of the author's
knowledge, no research reports have been published on the
photocatalytic degradation of the industrial textile effluent as
well as UA and AA sensing using ternary ZnO/Ag/Mn2O3 nano-
composite. It was also used for antimicrobial activity against
Staphylococcus aureus and Escherichia coli. The as-prepared
ternary ZnO/Ag/Mn2O3 nanocomposite showed enhanced
visible light-induced photocatalytic activity, UA and AA sensing
and antimicrobial activity in comparison to pure ZnO.

Experimental
Materials

All the required chemicals such as zinc acetate dihydrate, silver
acetate, manganese(II) acetate tetrahydrate, uric acid (UA) and
34646 | RSC Adv., 2015, 5, 34645–34651
ascorbic acid (AA) were purchased from Sigma-Aldrich. All the
aqueous solutions were prepared using double distilled (DD)
water.

Methods

The crystal structure of the synthesized samples were conrmed
by powder X-ray diffractometer at room temperature (Rich Sei-
fert 3000, Germany) using Cu Ka1 radiation (l ¼ 1.5406 Å) in a
wide range of Bragg angles (2q, in the range of 10–70�) with a
step size of 0.01. Field emission scanning electron microscopy
(FE-SEM, HITACHI-SU6600, Hitachi, Japan) and energy disper-
sive X-ray spectroscopy (EDX) analysis were used to nd
morphology and the elements present in the catalysts. The
specic surface area of the catalysts were calculated using
Brunauer–Emmett–Teller (BET, Micromeritics ASAP 2020, USA).
The analysis procedure is fully automated and operates with the
static volumetric technique. Before each measurement, the
samples (100 mg) were pre-treated by N2 at 120 �C for 1 h. The
surface oxidation states of the catalysts were studied using X-ray
photoelectron spectroscopy (XPS, DRA 400 – XM1000 OMI-
CRON, ESCA+, Omicron Nanotechnology, Germany). The XPS
spectra were collected using Omicron ESCA spectrometer with
monochromatized Al Ka radiation operating at 150 W. The
catalyst specimens were prepared by pressing powder samples
to a small pellet, followed by the base pressure (10�9 Torr) of the
instrument. High-resolution spectra were collected at xed
analyzer pass energy at 20 eV. Binding energies were referenced
to the C 1s binding energy of adventitious carbon contamina-
tion which was set at 284.6 eV. Shape and morphology of the
samples were analyzed using a transmission electron micro-
scope (TEM, Mark II, JEOL 2000FX, Tokyo, Japan), operated at
200 kV. The scanning transmission electron microscope (STEM)
and elemental mapping were carried out by Tecnai F20-FEI,
USA. The optical reectance spectra were obtained using a
UV-VIS-NIR Spectrophotometer (VARIAN CARY 5E, USA). The
photocatalytic activity was measured by UV-visible spectropho-
tometer (RX1, Perkin-Elmer, USA). Degradation of industrial
textile effluent was conrmed by total organic content (TOC)
which was carried out using TOC analyser (Shimadzu TOC
analyser, Japan).

Synthesis of catalysts

Pure ZnO nanomaterial was synthesized as per our previous
reports.23–26 In short; 3.0 g of the zinc acetate dihydrate was
grounded for 3 h using a mortar and pestle. Grounded material
was taken in an alumina crucible and calcined at 350 �C for 3 h
in a muffle furnace. Similarly, ZnO/Ag/Mn2O3 nanocomposite
was synthesized by mixing various weight percentages of zinc
acetate dihydrate, silver acetate, and manganese(II) acetate tet-
rahydrate (80 : 10 : 10). The mixture was grounded for 3 h and
calcined at 350 �C for 3 h.

Photocatalytic experiments

A projection lamp (7748XHP 250 W, Philips) is used as a source
of visible light in a photoreactor. A 0.5% aqueous K2Cr2O7
This journal is © The Royal Society of Chemistry 2015
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Fig. 1 XRD patterns of the synthesized (a) pure ZnO and (b) ternary
ZnO/Ag/Mn2O3 nanocomposite.
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solution was circulated in a glass jacket of 600 mL cylindrical
beaker which prevents the UV-rays. The industrial textile
effluent was collected from dye industries (Tirupur, Tamilnadu,
India). To reduce the turbidity of the industrial textile effluent,
50 mL of the textile effluent was diluted with 450 mL of distilled
water (1 : 9 ratio). In this photocatalytic reaction, 500 mg of the
catalyst was mixed with 500 mL of diluted industrial textile
effluent followed by sonication for 10 min in the dark. The
solutions were again stirred in the dark for 30 min to complete
the adsorption and desorption equilibrium on the catalysts.
Visible light irradiations of the solutions were performed. The
irradiated samples were collected at regular intervals of time,
centrifuged and ltered. Further, the ltered samples were
analyzed using UV-visible spectrophotometer.
Electrochemical experiments

All the electrochemical measurements were performed on
PGSTAT-12 electrochemical work station, (AUTOLAB, The
Netherlands BV). The measurements were based on a three
electrode system having a glassy carbon electrode (GCE) (0.07
cm2), Pt wire (�20 cm2), and saturated calomel electrode (SCE)
which were used as working, counter, and reference electrodes
respectively. Prior to each experiment, GCE surface was pol-
ished with ner grade alumina powder down to mirror polish,
sonicated for about 15 min in DD water, degreased with acetone
and washed with copious amount of DD water. All the solutions
were purged with nitrogen (99.99%) for at least 30 min prior to
each electrochemical measurement and an inert environment
was maintained throughout the experiments. Pure ZnO and
ternary ZnO/Ag/Mn2O3 nanocomposite was used to modify the
GCE as follows: 3.0 mg of pure ZnO and ternary ZnO/Ag/Mn2O3

nanocomposite was separately suspended in 3 mL of ethanol
and sonicated for 30 min in order to obtain a homogeneous
suspension. Cleaned, polished and dried GCE was coated with 5
mL of the above suspensions to obtain pure ZnO and ternary
ZnO/Ag/Mn2O3 nanocomposite modied GCE.
Fig. 2 TEM images of (a) pure ZnO, (b) ZnO/Ag/Mn2O3 and (c) SAED
pattern of ternary ZnO/Ag/Mn2O3 nanocomposite.
Results and discussion

In this study, synthesis of pure ZnO and ternary ZnO/Ag/Mn2O3

nanocomposite was based on the vapor to solid mechanism
using a facile thermal decomposition method.27 Raising the
temperature of the raw materials, results in the formation of
their vapours which upon cooling gets settled down/deposited
on the crucible. In the beginning of condensation, defects on
the surface of the substrate (crucible) acts as favourable sites for
nucleation of the oxide vapours.27 Further condensation of
vapors allows such nuclei to grow into nanoparticles. This
method is simple and cost effective compared to othermethods.
In the present study, for the rst time, it has been shown that
the ternary ZnO/Ag/Mn2O3 nanocomposite has effectively
degraded the industrial textile effluent, used for detection and
antimicrobial activities.

Fig. 1a shows the X-ray diffraction patterns of pure ZnO at 2q
values of 32.15�, 34.77�, 36.61�, 47.90�, 56.84�, 63.10�, 68.15�,
and 69.31� which corresponds to the (h k l) planes (100), (002),
This journal is © The Royal Society of Chemistry 2015
(101), (102), (110), (103), (112), and (201) respectively. The XRD
data of pure ZnO exhibited hexagonal structure (JCPDS no.: 79-
0208) without any impurities. The XRD pattern of the synthe-
sized ternary ZnO/Ag/Mn2O3 nanocomposite is shown in
Fig. 1b. All the diffraction peaks are indexed and their result
proves that the addition of impurity (silver and manganese)
does not affect the ZnO structure. Fig. 1b illustrates the ZnO
diffraction peaks along with (111), (200), (202) planes which
represented the cubic structure of Ag (JCPDS no.: 89-3722) and
(111) (202), (221) planes for a monoclinic structure of Mn2O3

(JCPDS no.: 06-0540). Hence, the XRD results clearly show the
formation of ternary ZnO/Ag/Mn2O3 nanocomposite without
any other impurities.

The morphology of the synthesized pure ZnO and ternary
ZnO/Ag/Mn2O3 nanocomposite were analysed using FE-SEM
and their consistent images are shown by Fig. S1a.† The FE-
SEM analysis of pure ZnO shows nanorods which are
randomly oriented. The diameter of the nanorods are around
RSC Adv., 2015, 5, 34645–34651 | 34647
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Fig. 3 XPS spectra of ternary ZnO/Ag/Mn2O3 nanocomposite (a)
survey, (b) zinc, (c) silver, (d) manganese and (e) oxygen.
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40–50 nm and their lengths are in micrometre range. The FE-
SEM analysis of ternary ZnO/Ag/Mn2O3 nanocomposite is rep-
resented by Fig. S1b.† From the close observation, the image
species the small size of nanorods along with nanoparticles.
The addition of silver and manganese oxide may inuence the
size and morphology of pure ZnO. The purity of the synthesized
samples were conrmed by EDX analysis shown by Fig. S2.† The
EDX spectra shows the presence of Zn and O in case of pure
ZnO; and Zn, O, Ag, and Mn in case of ZnO/Ag/Mn2O3 nano-
composite. No any other impurities were observed in EDX
analysis.

Further structure and morphology of the synthesized pure
ZnO and ternary ZnO/Ag/Mn2O3 nanocomposite were
conrmed by TEM analysis. Fig. 2a shows TEM image of pure
ZnO which clearly represents nanorods which are randomly
distributed whose lengths and diameters are in the range of
400–600 and 40–50 nm respectively. In case of ternary ZnO/Ag/
Mn2O3 nanocomposite HRTEM image is epitomized by Fig. 2b.
The results of HRTEM is similar to the FE-SEM results, which
also shows small size of nanorods along with some nano-
particles. It is clearly observed that the size of the nanorods
decreases (150–200 nm) because of the heterogeneous nucle-
ation and synergistic effect in ternary ZnO/Ag/Mn2O3 nano-
composite.28–30 The selected area electron diffraction (SAED)
pattern of the ternary ZnO/Ag/Mn2O3 nanocomposite is shown
by Fig. 2c which illustrates that there are several electron
diffraction rings. The d-spacing values of the rings are indexed
and their corresponding (h k l) planes were identied. The result
of the SAED pattern is in close agreement with the XRD results.
The planes are matched with a hexagonal structure of ZnO
(JCPDS no.: 79-0208), cubic structure of Ag nanoparticles
(JCPDS no.: 89-3722) andmonoclinic structure of Mn2O3 (JCPDS
no.: 06-0540). The location of different particles in the ternary
ZnO/Ag/Mn2O3 nanocomposite were identied by STEM anal-
ysis and their corresponding bright and dark eld images are
shown by Fig. S3.† Using this (highlighted square box),
elemental mapping (Fig. S4†) was performed and results clearly
represents that in the ternary ZnO/Ag/Mn2O3 nanocomposite
ZnO, Ag and Mn2O3 were distributed uniformly and not segre-
gated individually. This conrms the formation of ternary ZnO/
Ag/Mn2O3 nanocomposite.

BET measurements were performed to nd the specic
surface area of the pure ZnO and ternary ZnO/Ag/Mn2O3

nanocomposite which was 8.7 m2 g�1 and 17.3 m2 g�1 respec-
tively, which is in agreement with the TEM results. It was found
that the surface area of the ternary ZnO/Ag/Mn2O3 nano-
composite is almost twice compared to the pure ZnO. The result
of TEM was further supported by the BET measurements. The
specic surface area of ternary ZnO/Ag/Mn2O3 nanocomposite
has increased because of the synergistic and nucleation
effect.28–31 The pure ZnO nanorods easily grows whereas in the
case of ternary ZnO/Ag/Mn2O3 nanocomposite, the addition of
silver and manganese oxide prevents the growth of ZnO nano-
rods. These consequences suggest that there is a synergetic
effect among the Ag, Mn2O3 and ZnO in the ternary ZnO/Ag/
Mn2O3 nanocomposite. According toWang et al. silver loaded to
ZnO/SnO2 system exhibit high surface area and enhance the
34648 | RSC Adv., 2015, 5, 34645–34651
photocatalytic activity.30 Similarly, potassium incorporation
into Cu/TiO2 materials show greater surface area and better
catalytic performance.31 Optimized amount of copper sup-
ported on the CeO2/TiO2 oxides provides high surface area and
superior catalytic performance than copper supported on CeO2

or TiO2.32 Hence, the ternary ZnO/Ag/Mn2O3 nanocomposite
having small size and high surface area might provide higher
photocatalytic activities.

The oxidation states and surface components of the ternary
ZnO/Ag/Mn2O3 nanocomposite was identied by XPS analysis.
The surface of ternary ZnO/Ag/Mn2O3 nanocomposite consists
of Zn, Ag, Mn, O and C which is conrmed by survey spectrum
shown by Fig. 3a. The high resolution XPS spectrum of Zn is
represented by Fig. 3b. The binding energies at 1021.5 and
1044.2 eV for 2p3/2 and 2p1/2 of Zn

2+ states are consistent with
the previous report.22 Fig. 3c shows the high resolution XPS
spectrum of silver which exhibits Ag 3d5/2 and Ag 3d3/2 peaks at
367.5 eV and 373.5 eV. The Mn 2p3/2 and Mn 2p1/2 peaks exist at
binding energies of 641.3 eV and 654.1 eV (Fig. 3d) which
conrms the presence of Mn3+ in the ZnO/Ag/Mn2O3 nano-
composite. Fig. 3e illustrates the high resolution O 1s tted XPS
spectrum which indicates the presence of three types of oxygen
in the ternary ZnO/Ag/Mn2O3 nanocomposite at the binding
energy of 529.2, 531.5 and 534.1 eV for pure ZnO, Mn2O3 and
surface hydroxyl groups respectively.33

The optical band gap energy of the prepared samples were
investigated using UV-vis diffuse reectance spectra (DRS).
Fig. 4a shows DRS spectra of pure ZnO and ternary ZnO/Ag/
Mn2O3 nanocomposite. Fig. 4a clearly showed that the prepared
pure ZnO has a strong edge absorption in the UV region, while
the ternary ZnO/Ag/Mn2O3 nanocomposite shows the absorp-
tion in the visible region. The variation of edge absorption
This journal is © The Royal Society of Chemistry 2015
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Fig. 6 The CV results of bare GCE and pure ZnO nanorods as well as
ternary ZnO/Ag/Mn2O3 nanocomposite modified GCE in presence of
3 mM (a) UA and (b) AA.Fig. 4 (a) UV-vis diffuse reflectance spectra, and the inset shows UV-

vis absorption spectra, and, (b) F(R)hn1/2 vs. hn plot of the pure ZnO and
ternary ZnO/Ag/Mn2O3 nanocomposite.
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arises because of the synergetic effect between ZnO, Ag and
Mn2O3.30 Based on Kubelka–Munk relation, the intercept of the
plot between (F(R)hn)1/2 vs. hn (Fig. 4b) provides the band gap
energy of the prepared materials. The band gap energy obtained
for pure ZnO and the ternary ZnO/Ag/Mn2O3 nanocomposite is
3.31 and 2.75 eV respectively. It is known that the photocatalytic
process mainly depends on wavelength of irradiated light. So
the photocatalytic process in case of the ternary ZnO/Ag/Mn2O3

nanocomposite could be better under visible light irradiation
because of the reduced band gap.
Photocatalytic degradation of industrial textile effluent

Photocatalytic degradation activity of pure ZnO and ternary
ZnO/Ag/Mn2O3 nanocomposite were studied by degrading the
industrial textile effluent under visible light irradiation. Fig. 5a
represents the decrease in the absorption spectra of industrial
textile effluent aer degradation using ternary ZnO/Ag/Mn2O3

catalyst. Increase in irradiation time brought a decrease in the
absorption band as evident from Fig. 5a. Most of the industrial
textile effluents have been degraded within 3 h using ternary
ZnO/Ag/Mn2O3 catalyst under visible light irradiation. Time
course degradation curves for industrial textile effluents using
pure ZnO and ternary ZnO/Ag/Mn2O3 catalyst is shown in
Fig. 5b. It was found that the ternary ZnO/Ag/Mn2O3 nano-
composite exhibited 96.9% catalytic activity. The inset of Fig. 5b
Fig. 5 (a) UV-vis absorbance spectra, and, (b) time course degradation
curves of industrial textile effluents using pure ZnO and ternary ZnO/
Ag/Mn2O3 nanocomposite and inset shows TOC result under visible
light irradiation.

This journal is © The Royal Society of Chemistry 2015
represents TOC result for industrial textile effluent degradation
by ternary ZnO/Ag/Mn2O3 nanocomposite. This conrms that as
the irradiation time is increasing, the concentration of indus-
trial textile effluent is decreasing which is attributed to its
complete degradation. On the other hand, pure ZnO owing to its
large band gap did not show any degradation of industrial
textile effluent. The recycling ability (Fig. S5†) of ternary ZnO/
Ag/Mn2O3 nanocomposite was carried out to nd the stability of
the materials. Aer undergoing recycling process of industrial
textile effluent for ve times under visible light irradiation, only
slight variation was found. Thus, it is concluded that the ternary
ZnO/Ag/Mn2O3 nanocomposite exhibits good stability and
reusability. In our previous work, ZnO/Mn2O3 and ZnO/Ag
binary systems were used for the degradation of textile dyes
under visible light irradiation for 8 h and 4 h respectively.24,25

This ternary ZnO/Ag/Mn2O3 catalyst is found to degrade the
industrial textile effluent much faster (i.e. 3 h) in comparison to
earlier reports, which is a signicant improvement.24,25

The enhanced visible light photocatalytic activity of ternary
ZnO/Ag/Mn2O3 nanocomposite depends on several factors such
as size, morphology and surface area. The size of the synthe-
sized ternary ZnO/Ag/Mn2O3 nanocomposite was small
compared with pure ZnO which was evidently shown by TEM
and FE-SEM observations. The smaller size of the ternary ZnO/
Ag/Mn2O3 nanocomposite gives high surface to volume ratio
and can also create the possibility of indirect electron transition
which in turn generates more number of electrons and holes. In
other words, it is known that the photocatalytic redox reaction
mainly takes place on the surface of the photocatalysts, so the
surface properties signicantly inuence the efficiency of the
catalysts.34–36 The ternary ZnO/Ag/Mn2O3 nanocomposite show
higher surface area and smaller size because of the synergetic
effect among the components i.e. ZnO, Ag and Mn2O3.

Another reason for the enhancement of photocatalytic
activity is that the ternary ZnO/Ag/Mn2O3 nanocomposite con-
taining metallic Ag which has strong electron accepting
ability.24 So the Ag nanoparticles can act as electron traps
facilitating the electron–hole separation and subsequent
transfer of the trapped electron to the adsorbed O2 which acts as
an electron acceptor on the surface of ZnO and Mn2O3. Also, the
ternary ZnO/Ag/Mn2O3 nanocomposite could have more than
one pathway for the formation of electron–hole pairs which is
due to three different interfaces and the electron–hole pair
recombination is prevented to the maximum extent in the
RSC Adv., 2015, 5, 34645–34651 | 34649
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Table 1 Zone of inhibition by 1 mM of pure ZnO and ternary ZnO/Ag/
Mn2O3 nanocomposite against gram positive and negative bacteria

Sample Bacteria

Zone of inhibition in mm

Trial 1 Trial 2 Trial 3 Average

ZnO S. aureus 13.1 12.8 13.3 13.06
E. coli 10.2 10.6 10.3 10.36

ZnO/Ag/Mn2O3 S. aureus 22.1 22.4 22.5 22.33
E. coli 25.2 25.4 25.1 25.23

Fig. 8 Photographs represents zone of inhibition by pure ZnO and
ternary ZnO/Ag/Mn2O3 nanocomposite against (a) Staphylococcus
aureus, and (b) Escherichia coli.
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ternary ZnO/Ag/Mn2O3 nanocomposite.30,37,38 As a result, the
ternary ZnO/Ag/Mn2O3 catalyst exhibits the higher photo-
catalytic activity when compared to the binary catalysts (ZnO/
Ag, and ZnO/Mn2O3) and pure ZnO.24,25 Therefore, size, shape
and surface area of the catalysts were found to play the signif-
icant role in achieving higher photocatalytic degradation effi-
ciency within short duration of irradiation time. Aer a
thorough investigation we came to a conclusion that the ternary
system provides an efficient way for production of efficient
photocatalytic materials.

Electrochemical detections

Sensing of uric acid (UA) and ascorbic acid (AA) was performed
by the electrochemical experiments. Fig. 6a and b indicates the
cyclic voltammetry (CV) response of 3 mM UA and AA for bare
GCE and pure ZnO as well as ternary ZnO/Ag/Mn2O3 nano-
composite modied GCE at a scan rate 50 mV s�1. Fig. 6a and b
clearly indicates that the ternary ZnO/Ag/Mn2O3 nanocomposite
is showing higher cathodic current compared with pure ZnO
nanorods. This is attributed to the fast electron transfer
through the different interfaces in case of ternary ZnO/Ag/
Mn2O3 nanocomposite compared to pure ZnO. Further the
ternary ZnO/Ag/Mn2O3 nanocomposite was employed for the
detection of different concentrations of UA and AA (1 mM to 8
mM) and the calibration plot is shown by Fig. 7. Fig. 7 indicates
that as the concentrations of UA and AA increases, the current
response also linearly increases. When compared with bulk
ZnO/Ag/Mn2O3, the prepared nanosized ternary ZnO/Ag/Mn2O3

nanocomposite exhibits high sensitivity for detection of UA and
AA which was evidently shown in Fig. S6.† Recently, Suresh et al.
reported that high availability of surface area increases the
active sites, which produces more number of electrons which is
favourable for high sensitivity and detection of enzymes.15

Based on this report, we concluded that the ternary ZnO/Ag/
Mn2O3 nanocomposite having high surface area and small size
is favourable to exhibit higher current response than that of
pure ZnO nanorods. These results are in good agreement with
the CV, BET, FE-SEM and TEM analyses.

Antibacterial activity

The procedure of antibacterial activity was followed from
previous literatures and it is described in ESI.†11,39,40 In order to
Fig. 7 Current response for different concentrations of UA and AA (1
mM to 8 mM) in the presence of ternary ZnO/Ag/Mn2O3 nano-
composite modified GCE.
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study the antibacterial activities of the pure ZnO and ternary
ZnO/Ag/Mn2O3 nanocomposite, the synthesized materials were
used against the gram positive (Staphylococcus aureus) and gram
negative (Escherichia coli) bacteria. Fig. 8a and b describes
comparative antibacterial activities of 1 mM of pure ZnO and
ternary ZnO/Ag/Mn2O3 nanocomposite which represents zone
of inhibition for the growth of gram positive and negative
bacteria. Fig. 8 clearly indicates that compared with pure ZnO,
the ternary ZnO/Ag/Mn2O3 nanocomposite shows much better
antibacterial activity and their corresponding zone of inhibition
are tabulated in Table 1. The ternary ZnO/Ag/Mn2O3 nano-
composite reveals better antibacterial activities due to active
oxygen spices, small size and high surface area which was
proved by the BET and XPS results. The results reported here are
better than the previous reports.39,40
Conclusions

This study proposed a thermal decomposition method to
synthesize ternary ZnO/Ag/Mn2O3 nanocomposite in which the
synergistic effect among ZnO, Ag, andMn2O3 could have enhance
the response of the nanocomposite to visible light-induced
photocatalysis, sensing of uric acid and ascorbic acid, and,
antibacterial activities. The improved rapid transfer of electrons
and inhibited charge recombination at the interface seems
responsible for excellent and enhanced visible light-induced
photocatalytic degradation of industrial textile effluent and
sensing of uric acid and ascorbic acid. The antimicrobial exper-
iments showed that the ternary ZnO/Ag/Mn2O3 nanocomposite
have considerable bactericidal activity due to the presence of Ag,
small size, high surface area and synergistic effect between the
This journal is © The Royal Society of Chemistry 2015
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ZnO, Ag, and Mn2O3. The visible light photocatalysis, sensing
and antimicrobial activity conrmed that the ternary ZnO/Ag/
Mn2O3 nanocomposite is a very valuable material that can be
used for a range of applications. This paper reports an approach
to synthesize novel and useful materials for multiple uses.
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