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Functional active wound dressings are expected to provide a moist wound environment, offer protection
from secondary infections, remove wound exudate and accelerate tissue regeneration, as well as to
improve the efficiency of wound healing. Chitosan-based hydrogels are considered as ideal materials for
enhancing wound healing owing to their biodegradable, biocompatible, non-toxic, antimicrobial,
biologically adhesive, biological activity and hemostatic effects. Chitosan-based hydrogels have been
demonstrated to promote wound healing at different wound healing stages, and also can alleviate the
factors against wound healing (such as excessive inflammatory and chronic wound infection). The
unique biological properties of a chitosan-based hydrogel enable it to serve as both a wound dressing

and as a drug delivery system (DDS) to deliver antibacterial agents, growth factors, stem cells and so on,
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Accepted 12th February 2018 which could further accelerate wound healing. For various kinds of wounds, chitosan-based hydrogels

are able to promote the effectiveness of wound healing by modifying or combining with other polymers,

DOI: 10.1039/c7ra13510f and carrying different types of active substances. In this review, we will take a close look at the

rsc.li/rsc-advances

1. Introduction

As the largest human organ, skin reaches 10% of the total body
mass, and acts as a protective barrier against the environment.*
Besides this physical protective function, skin is also respon-
sible for sensory detection, thermoregulation, fluid homeo-
stasis and immune surveillance.> Normally, the human body is
able to restore skin integrity after injury with a minimal scar via
a complex and interactive process. The various processes of
acute tissue repair are divided into a sequence of four time-
dependent phases: coagulation and hemostasis, inflamma-
tion, proliferation and remodeling.> The normal and chronic
wound (such as in diabetes) healing processes are presented in
Fig. 1.** However, the healing process could be interrupted by
a series of factors, such as local factors (oxygenation, wound
infection, foreign body, venous sufficiency, wound area, depth,
local tension and pressure) and systemic factors (age and
gender, sex hormones, stress, ischemia, diseases, obesity,
medications, alcoholism, smoking, immunocompromised
conditions and nutrition).* As a series of factors affect wound
healing, medical treatment is necessary.'” In fact, the number of
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application of chitosan-based hydrogels in wound dressings and DDS to enhance wound healing.

diseases resulted from wounds related to infection has
increased in the past few years. Therefore, a wide range of
wound care products have been developed to improve the life
quality of those who suffer from wounds.

Before the 1960s, wound dressings were just considered as
so-called passive products with a minimal role in healing
process. The pioneering research of Winter et al. initiated the
concept of an active involvement of a wound dressing in
establishing and maintaining an optimal environment for
wound repair." This awareness resulted in the development of
wound dressings from traditional passive materials to func-
tional active dressings. Through interacting with the wound
where they cover, functional active dressings create and main-
tain a moist environment for wound healing. Regardless of
trauma, burns, diabetic foot or postoperative incision, the
application of efficient wound dressings is an important ther-
apeutic method. An ideal wound dressing is expected to provide
a moist wound environment, offer protective role in secondary
infections, remove wound exudate and promote tissue regen-
eration, and to improve the quality of wound healing.>'* Taking
above factors into consideration, hydrogel has great potential as
wound dressings.'>**

Hydrogel is made up of a three-dimensional (3D) network of
hydrophilic polymers.*® The network confers an insoluble
behavior to the polymeric system and allows the hydrogels to
absorb from 10-20% (an arbitrary lower limit) to up to thou-
sands of times their equivalent weight in water until the process
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Fig. 1 Differences in the normal and diabetic wound healing phases (Reprint with permission from L. |. F. Moura et al.%).

reaches an equilibrium state.’®'® They are mainly employed to
dry to-moderately draining wounds, to promote autolytic
debridement in necrotic wounds and in granulating wounds.
Fully swollen hydrogels have a number of common physical
properties in living tissues, such as soft, elastic, and low inter-
facial tension. The elastic properties of the hydrogel can reduce
the stimulation of the surrounding tissues. Low interfacial
tension between the hydrogel surface and body fluid can
decrease the absorption of proteins and cell adhesion to
a maximum, thereby ameliorating the chance of a negative
immune response.”*' Many polymers hydrogels, such as
poly(acrylate acid) (PAA), poly(ethylene glycol) (PEG), and
poly(vinyl alcohol) (PVA), can increase the retention time of the
drug and the permeability of the tissue.'” Due to the composi-
tion and mechanical aspects, the properties of the hydrogel are
similar to the natural extracellular matrix (ECM), so the
hydrogel not only serves as the supporting material of the cells
in the tissue regeneration process, but also delivers a drug
payload.'®"

From another aspect, chitin is a natural biological macro-
molecule polymer and one of the most abundant poly-
saccharide in nature that exists in some of the shell of crab,
shrimp, insects, algae and bacterial cell walls.”>** Extensive
sources and low cost make the chitin in the application of
biological materials to be valued.”?” Chitin is insoluble in
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aqueous solution, so it is usually transformed into chitosan to
increase the solubility. The main difference between chitosan
and chitin is the content of acetyl group in C-2 position.**
Chitosan comprises copolymers of glucosamine and N-acetyl-
glucosamine units linked by B-1,4-glycosidic linkages.** Chi-
tosan is generally considered to be a biodegradable, biocom-
patible, non-antigenic, non-toxic, biologically adhesive,
antimicrobial, biological activity, with a hemostatic effect.>*>’
Chitosan and its derivatives have been widely used in the fields
of medicine, cosmetics, wound dressings, biochemical sepa-
ration systems, tissue engineering and some other fields.”®
These and other positive features, such as hydrophilic and
anet cationic charge, make chitosan a suitable polymer for the
delivery of other active ingredients like drugs, growth factors,
stem cells and peptides.'” Different formulations of chitosan-
based hydrogel wound dressings can promote wound heal-
ing at different periods, and ease the unfavorable factors that
affect wound healing. Because of the ability to accelerate
wound contraction and healing, chitosan-based hydrogels are
regarded as an occlusive dressing for wound healing.?® The
commercially available wound dressings of chitosan are in the
form of non-wovens, hydrogels, films and sponges. A briefly
summary of some chitosan-based wound dressing trademarks
that are already commercially available are presented in
Table 1.*

n

This journal is © The Royal Society of Chemistry 2018


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c7ra13510f

Open Access Article. Published on 16 de febrer 2018. Downloaded on 29/1/2026 2:52:37.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Review

View Article Online

RSC Advances

Table1 Some commercial chitin- and chitosan-based wound dressings

Trademarks Characteristics

Chitipack P® Eisai Co

Chitin-based. Swollen chitin disperse in poly(ethylene terephthalate). Favors early granulation tissue

formation. For defects difficult to suture and large skin defects

Chitipack S® Eisai Co

Chitin-based. Sponge-like chitin obtains from squid. Favors early granulation tissue formation, no retroactive

scar formation. Suitable for traumatic wounds and surgical tissue defects

Tegasorb® 3M

Chitosan-based. Containing chitosan particles will swell while absorbing exudate and forming a soft gel. A

layer of waterproof Tegaderm® film dressing covers the hydrocolloid. Suitable for leg ulcers, sacral wounds,

chronic wounds
Chitoflex® HemCon

Chitosan-based. Antibacterial and biocompatible. It combines strongly to tissue surfaces and forms a flexible

barrier, which can seal and stabilize the wound. For stuffing into a wound track to control severe bleeding

Chitopack C® Eisai
regenerate skin regularly
Chitopoly® Fuji spinning
preventing dermatitis
Chitoseal® Abbott

Chitosan-based. Cotton-like chitosan. Repair body tissue completely, rebuild normal subcutaneous tissue and
Chitosan-based. Chitosan and polynosic Junlon poly(acrylate) for preparing antimicrobial wears. For

Chitosan-based. Good biocompatibility and hemostatic function. For bleeding wounds
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Fig.2 Application of chitosan-based hydrogel dressings. The unique biological properties of chitosan-based hydrogels enable it to serve both as
a wound dressing and as a drug delivery system to deliver active substances, which could further promote wound healing.

In this review, we will analyze and summarize the various
classes of chitosan-based hydrogels, study their properties and
applications, and present recent advances in using natural
polysaccharide, chitosan, preparation of hydrogel for wound
healing and controlled drug delivery (Fig. 2).

2. Chitosan-based hydrogels for
wound healing

The characteristics of hydrogels critically depend on the
employed polymers and on their interactions within the
network. Hydrogels are known as either chemical when their
network is covalently cross-linked or physical when the network
is sustained by molecular entanglements and/or secondary

This journal is © The Royal Society of Chemistry 2018

attractions, including electrostatic interactions, hydrogen
bonding or hydrophobic forces. The reversibility of these
hydrogels comes from the disruption of the above network
interactions via modifications in physical conditions such as
ionic strength, pH, temperature, stress or specific solutes.
Hydrogels can be generated from lots of polymers, and they are
classified according to the source of these macromolecules:
synthetic, natural or a combination of both.***

Chitosan is considered as an ideal material for hydrogels due
to its biodegradable, biocompatible, non-toxic, antimicrobial,
biologically adhesive, biological activity and hemostatic effect,
as well as its amino and hydroxyl groups can be easily reacted
and chemically modified, thus allowing a high chemical versa-
tility. The conditions employed for amino group chemical
modification may interfere with the final degree of

RSC Adv., 2018, 8, 7533-7549 | 7535
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deacetylation and therefore with the cationic nature of the ob-
tained materials.** The positively regulatory factors makes chi-
tosan more susceptible to interact with negatively charged
molecules such as proteins, anionic polysaccharides and
nucleic acids in bacterial membrane, which is the key to anti-
bacterial properties.**** Chitosan-based materials usually
exhibit a positive charge (at typical wound pH values), film-
forming capacities, mild gelation characteristics and strong
wound tissue adhesive properties.** Chitosan can interact with
mucus and epithelial cells, and finally result in opening of
cellular tight junctions thus increasing the paracellular
permeability of the epithelium. Besides, other structural
elements of this polymer are likely to contribute to their
penetration-enhancing activity.**

Wound healing is a dynamic process involving many mole-
cules and cells, such as mediators, ECM, blood cells and
parenchymal cells.*” Chitosan-based hydrogels play a positive
role in various stages of wound healing. (i) Coagulation and
hemostasis, beginning immediately after injury, take place in
the wound, which can prevent exsanguination and provide
a matrix for invading cells that are needed in the later phases of
healing.*® Platelets are the most important component in blood
coagulation by releasing some cytokines to enhance the healing
process.** Chitosan promotes surface-induced thrombosis and
blood coagulation and accelerates coagulation in vivo by influ-
encing the activation of platelets. Chitosan is a hemostat, which
helps in natural blood clotting and blocks nerve endings, thus
reducing pain.* (ii) The inflammatory phase of wound healing
starts shortly thereafter.** This phase is dominated by inflam-
matory reactions mediated by cytokines, chemokines, growth
factors, and their actions on cellular receptors. Intracellular
signaling cascades are activated, contributing to cell prolifera-
tion, migration, and differentiation. In addition, chemo-
attractant factors recruit different cell types, such as
granulocytes and macrophages, to the wound site, thus initi-
ating wound repair.*” In this process, chitosan-based hydrogels
can regulate the activity of related cells and factors releasing,
thus forming an appropriate inflammatory microenvironment
conducive for healing. Previous studies have shown that
chitosan-based dressings can accelerate different tissues
repairing and regulate secretion of the inflammatory mediators
such as interleukin 8, prostaglandin E, interleukin 18 and
others.”” Other works also indicated that chitosan-based
hydrogels could enhance the inflammatory functions of poly-
morphonuclear leukocytes, macrophages and neutrophils,
promoting tissue granulation to an appropriate inflammatory
response.*® (iii) Proliferation, which starts from 2 to 10 days
after the injury and encompasses the major healing processes,
is characterized by proliferation and migration in different
types of cells. The proliferative phase includes neoangiogenesis,
formation of granulation tissue and ECM, re-epithelialization.**
Chitin and chitosan could induce Platelet-Derived Growth
Factor (PDGF)-AB and Transforming Growth Factor (TGF)-p1
releasing from the platelets, particularly with a high concen-
tration chitosan.** Chitosan provides a non-protein matrix for
3D tissue growth and activates macrophages for tumoricidal
activity. Chitosan will gradually depolymerize to release N-
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acetyl-B-p-glucosamine. As a result, chitosan-based hydrogels
could stimulate fibroblast proliferation, angiogenesis, regular
collagen deposition and increase level of natural hyaluronic
acid (HA) synthesis at the wound site. It helps in faster wound
healing and scar prevention.>?** (iv) Remodeling: content and
arrangement of collagen fibers in scar tissue are adjusted by the
action of various enzymes and stress, in order to adapt to
physiological work, and results in the development of normal
epithelium and maturation of the scar tissue. The N-acetyl
glucosamine (NAG) present in chitin and chitosan is a major
component of dermal tissue which is essential to the repair of
scar tissues.*® In particular, chitosan films of low deacetylation
degree have already proved to be efficient in dressing superficial
wounds.*

Chitosan-based hydrogels can not only promote wound
healing at different wound healing stages, but also alleviate the
factors against wound healing. For the excessive inflammatory
and chronic wound infection, chitosan-based hydrogels have
unique advantages. Inflammatory response is the basis of
wound healing, but excessive inflammation can lead to necrosis
of local tissue cells, which is a factor that hinders wound
healing. If it is not timely controlled, it may lead to a systemic
infection, which will make the wound healing delayed, and even
can be a threat to life. On the other hand, it is easy for bacteria
to settle and breed on the chronic wounds, such as diabetic foot
ulcer. The presence of infection, bacteria and inflammatory
cells increased the consumption of oxygen and other nutrients,
fibroblast metabolism were damaged. The release of protease
and oxygen free radicals after the neutrophil phagocytic
bacteria in the infected area will destroy the tissue, and thus the
collagen was dissolved other than deposited. The exudation and
the increased local tension make wound dehiscence, which
results in delaying wound healing.*** Chitosan-based hydro-
gels can exert its advantages on this situation, because of its
anti-inflammatory and antibacterial properties, thus provide
a suitable microenvironment for healing, inhibiting the
inflammatory reaction in the wound and controlling the infec-
tion.*>** In addition, if loaded with antimicrobial agents, it can
further inhibit microorganisms, thereby accelerating wound
healing. As drug delivery system (DDS), chitosan-based hydro-
gels, which load with active substances (such as growth factors
or stem cells), can promote wound healing and it will be dis-
cussed as following. Besides the above mechanisms to promote
wound healing, chitosan-based hydrogels can also be as
a barrier to avoid microorganism proliferation and invasion,
and provide scaffold for cell growth, which is shown in Fig. 3.*°

3. Application

As described above, chitosan plays an important role in wound
healing, so it is widely used in wound dressings. Here, we will
describe its application of wound dressings in two aspects, as
wound dressings and DDS. As wound dressings, the physical,
chemical and mechanical properties of chitosan can be
enhanced by modification, as well as complexed or cross-linked
with other polymers and/or cross-linking agents. By this
approach, it is possible to design chitosan-based hydrogel

This journal is © The Royal Society of Chemistry 2018
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Fig. 3 The mechanisms of chitosan-based hydrogels to promote wound healing. Chitosan provides a non-protein matrix for three dimensional
tissue growth and activates macrophages for tumoricidal activity. It stimulates cell proliferation and histoarchitectural tissue organization.
Chitosan is a hemostat, which helps in natural blood clotting and blocks nerve endings reducing pain (Reprint with permission from R. Jayakumar

et al.®).

dressings with improved healing properties. They include
increased exudate absorption capacity, enhanced adherent and
anti-bacterial capacity, stimulation of angiogenesis and re-
epithelialization of skin tissue and collagen deposition, and
sustained delivery of drugs.*>** In addition, as DDS, due to its
unique properties, chitosan is a suitable polymer for the
delivery of other active ingredients, such as drugs, growth
factors, stem cells, peptides and etc., to provide a therapeutic
payload that can be more effective in the treatment of local
wounds.* The main achievements obtained recently regarding
chitosan-based hydrogels as wound dressings or DDS for wound
healing will be discussed in the following part.

3.1. Chitosan-based hydrogels as wound dressing

In terms of wound healing, chitosan-based hydrogels could
provide a moist wound environment, offer protection from
secondary infections, remove wound exudate, be biocompat-
ible, induce faster wound healing, and produce smoother
scarring. As a result, chitosan-based hydrogels are considered
advantageous in their application as a wound dressing material.
Especially, when the chitosan is modified and/or combined
with other polymers, chitosan-based hydrogel dressings will
have some better properties to promote wound healing. In
addition, these chitosan-based hydrogels as DDS, such as chi-
tosan-PVA hydrogel,*® can deliver bioactive substances (drug,
grown factors or stem cells and etc.) and controlled release at
the wound.

3.1.1. Modified chitosan-based hydrogels. Chitosan could
enhance drug absorption due to its mucoadhesive nature.

This journal is © The Royal Society of Chemistry 2018

However, the absorption of drugs decrease at higher pH attri-
bute to chitosan's poor solubility at pH greater than 6.0.>*
Modification of chitosan, through derivatization of the amino
and hydroxyl groups by quaternizing with carboxyalkyl,
hydroxyalkyl, and acyl derivatives, could increase water solu-
bility at higher pH. As a result, we can improve the biodegrad-
ability and biocompatibility, enhance transfection efficiency,
and decrease toxicity. Modification has substantially enhanced
the biomedical applications of chitosan.**’

There are several common modifications to improve chito-
san's properties associated with wound healing. N,N,N-Tri-
methyl chitosan, N-succinyl chitosan, N-carboxymethyl
chitosan, and thiolated chitosan, have been applied to the
preparation of chitosan-based hydrogels.*® Carboxymethyl chi-
tosan is water-soluble when pH > 7. And its antibacterial
activity is superior than that of chitosan.®® N-Succinyl chitosan
(NSC), formed by the introduction of acyl groups into chitosan,
is an amphiprotic derivative containing amine, hydroxyl, and
carboxyl groups. The introduction of these groups bestow it
with excellent physical, chemical, and biological properties.*®
NSC has better water retention properties, so it can be exploited
in wound dressings. Straccia et al. synthesized NSC/sodium
alginate hydrogel containing micro-cellulose. The composite
had antimicrobial activity against Escherichia coli (E. coli) and
Staphylococcal aureus (S. aureus), improved swelling degree,
stability and water vapor transmission rate. This chitosan-based
hydrogel was conducive to maintaining a moist environment in
the wound bed to enhance regeneration and epithelialization.*
In addition, N-succinyl chitosan-based hydrogels were studied

RSC Adv., 2018, 8, 7533-7549 | 7537
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in vivo. The result showed that they significantly enhanced
wound healing and prevented wound infection.**** More chi-
tosan modified studies were used in the hydrogel for wound
healing dressings are listed in Table 2.%%3%64¢¢

3.1.2. Combined with other polymers. In addition to
modification, chitosan could also be mixed with other polymers
to form a complementary and exert the advantages of each
component, thereby enhancing the therapeutic effect of wound
dressing.

Natural polymers are classified by obtaining from microbial,
animal, and vegetal sources that are usually of a protein or
polysaccharide nature. Although these naturally occurring
polymers can closely simulate the original cellular environment
and ECM, and these biomaterials are known to undergo natu-
rally controlled degradation processes. Their large heteroge-
neity and batch-to-batch variations upon their isolation from
animal or vegetal tissues, as well as the poor stability and
mechanical performance are the main limitations for their
applications.>*” Other concerns include the relatively high cost
(namely of protein-based materials) and the associated risk of
the transmission of infectious diseases due to the allogenic or
xenogenic origins of the original materials.®® Except chemical
synthesis and/or processing modifications can overcome some
of above disadvantages, blending with other polymeric mate-
rials (including natural polymers and synthetic polymers) is
another viable alternative.’ Application of chitosan-based
composite hydrogels will be presented and discussed in the
following sections.

3.1.2.1. Natural polymers

3.1.2.1.1. Alginate. Alginate is abundant in nature, which
has been widely studied and applied in tissue engineering and
drug delivery applications,®® due to its high biocompatibility,
forming gel easily and rapidly under very mild conditions.**”
However, alginate has low cell adhesiveness because of its poor
protein adsorption for the hydrophilic nature.” Therefore,
alginates were blended with chitosan to enhance cell interac-
tion, adhesion, and proliferation.””*

View Article Online

Review

Coacervates of alginate and chitosan were prepared to
synthesis hydrogel. The dressing promoted the cell prolifera-
tion and accelerated the wound closure.” In addition, Sukumar
et al. reported a new hydrogel containing silk, chitosan, algi-
nate, dextrin, and recombinant human epidermal growth factor
(thEGF). This hydrogel promoted the healing process of deep
diabetic wound in rats, and showed advantages in the context of
tissue engineering.”

Chitosan and alginate incorporated with curcumin and
honey (CHS) could be formulated by a simple mixing and situ
polymerisation method. The optimised CHS had a good
swelling capacity, tensile strength, drug diffusion, bio-
adhesion, and water vapour transmission. In vivo results indi-
cated that the dressing induced tissue granulation and re-
epithelialisation rapidly. The wounds completely healed
within one week.” The result was similar to the studies by Dai
et al., who reported the wound healing property of non-
medicated alginate-chitosan hydrogel.”

However, alginate-based hydrogels may present unpredict-
able and uncontrollable degradation resulting from the loss of
divalent cation cross-linkers.”® To overcome this issue, covalent/
ionic cross-linking with chitosan was employed. Han et al
utilized carboxylate moieties on alginate and protonated
amines on chitosan to form polyelectrolyte complex (PEC),
which exhibited higher mechanical strength and better thermal
stability. This method is also used for chitosan and hyaluronic
acid (HA), which will be described in the next section.”

3.1.2.1.2. HA. HAis a natural polysaccharide, namely a non-
sulfated glycosaminoglycan, which is also referred as hyalur-
onan due to it usually exists iz vivo as a polyanion but not in the
protonated acidic form.** HA presents many importantly phys-
iological functions such as structure and space-filling proper-
ties, lubrication, and water sorption and retention abilities.**
HA is also an interesting biomaterial for wound dressing since it
is known to promote mesenchymal cells and epithelial cells
migration and differentiation, thus enhancing collagen

Table 2 The common chitosan modification methods for wound healing dressings

Modification Remarks

Carboxymethyl chitosan

Enhanced water solubility. The most fully explored derivative of chitosan; it is an amphoteric polymer,

whose solubility depends on pH, when pH > 7 is water-soluble

Alkylation chitosan

Very important as amphiphilic polymers based on polysaccharides. Improve the stability of the interfacial

film, cationic surfactant adsorbed on the alkyl chain grafted on chitosan, promotes its solubilization

Trimethyl chitosan ammonium

This cationic derivative, water soluble over all the practical pH range, is obtained by quaternization of

chitosan. These polymers show good flocculating and antistatic properties

N-Methylene phosphonic
chitosans

Having good complexing efficiency for cations such as Ca*", and transition metals (Cu(u), Zn(u) etc.). The
complexation provides corrosion protection for metal surfaces. These derivatives were also modified and

grafted with alkyl chains to obtain amphiphilic properties

Carbohydrate branched chitosans

These derivatives are water soluble. Carbohydrates can be grafted on the chitosan backbone at the C-2

position by reductive alkylation, which are important as they are recognized by the corresponding specific
lectins and thus could be used for drug targeting

Chitosan-grafted copolymers

When graft with different polymers have different properties. One of the most explored derivatives is PEG-

grafted chitosan, which has the advantage of being water soluble, depending on the degree of grafting

Thiolated urea derivatives
Sugar derivatives

Thiourea chitosan increases the antibacterial properties
N-Succinyl chitosan (NSC) is an amphiprotic derivative containing amine, hydroxyl, and carboxyl groups,

have excellent physical, chemical and biological properties, as required for biomedical applications

7538 | RSC Adv., 2018, 8, 7533-7549
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deposition and angiogenesis.***>** However, hydrogels formed
from natural materials are typically mechanically weak that
limits their applications.**® Therefore, it is necessary to
produce a material that retains the native conformation of
bioactive polymers while improving mechanical properties.

By taking advantage of the poly-anionic nature of HA and the
poly-cationic nature of chitosan in aqueous solution, a unique
hydrogel material comprised of poly-electrolytic complex (PEC)
fibers was produced. It gave the matrix structural integrity and
elastic properties without chemical or ultraviolet cross-linking.
Each component remained its native and biological relevant
state.® Beth et al. also used chitosan and HA for preparing PEC.
As a result, human mesenchymal stem cells (hMSCs) in the PEC
were induced to differentiate and form emergent tissue-like
features.”” In addition, studies involving the using of chito-
san-HA hydrogels in wound healing have been reported. Novel
hydrogels, such as HA-poly(vinylphosphonic acid)-chitosan®®
and aldehyded 1-amino-3,3-diethoxy-propane-HA-chitosan
hydrogel® were fabricated and characterized. The results
showed these hydrogels enhanced wound healing by promoting
cell migration, proliferation, granulation formation, and
angiogenesis.

3.1.2.1.3. Cellulose and its derivatives. Cellulose is the
primary structural component of plant cell walls and is the most
abundant organic polymer on earth. Cellulose-based materials
are considered biocompatible due to their reduced inflamma-
tory response for foreign bodies.”* Microbial (or bacterial)
cellulose, different from plant-origin, is synthesized by various
bacteria and has already proved to have great potentials in
wound healing applications. Its high mechanical strength,
crystallinity, and capacity to retain water mostly arise from its
unique nanofibrillar structure.”®

Bacterial nano-cellulose (BNC), of which the biggest feature
is fiber diameter, one percent of plant cellulose-only 3-300 nm,
is considered to possess incredible potentials in biomedical
applications due to its innate unrivaled nano-fibrillar structure
and versatile properties.”” However, its application is largely
restricted by inefficient production and insufficient strength
when it is in a highly swollen state. Zhang et al. fabricated
a fabric skeleton reinforced chitosan/BNC hydrogel, which
showed high mechanical reliability and antibacterial activity.”
Further in vivo study indicated that the wound covered with
chitosan/BNC hydrogel was completely filled with new epithe-
lium within 2 weeks, without any significant adverse reactions.**

3.1.2.1.4. Collagen and gelatin. Since collagen is one of the
major components of human ECMs, and usually considered as
an ideal biomaterial for wound dressings. But collagen is diffi-
cult to process and hard to control its degradation rate. Gelatin
is a collagen derivative, which is usually used to prepare
hydrogels for wound dressings.®”

Collagen/gelatin and chitosan have been widely used to
develop scaffolds for skin engineering because of their cell-
related signaling properties, such as proliferation, migration
and survival. Sanchez et al. described the anti-inflammatory
activity of chitosan-collagen type I hydrogel, which was

permissive for the culture of human adipose-derived
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mesenchymal stem cells (hADMSC). The results indicated that
hADMSC cultured in the hydrogel were viable, proliferative, and
can secrete the anti-inflammatory cytokine interleukin-10 (IL-
10), and showed good wound repairing potential.*® Xiao et al.
demonstrated that chitosan-collagen hydrogel with immobi-
lized glutamine-histidine-arginine-glutamic acid-aspartic
acid—glycine-serine enhanced re-epithelialization and granula-
tion formation, and significantly accelerated diabetic wound
closure.”® In addition, chitosan scaffold loading with basic
fibroblast growth factor (bFGF) contained in gelatin micropar-
ticles was studied in chronic ulcers by aged mice. The results
suggested this hydrogel was an effective material for growth
factor delivery and accelerated healing.”” Chitosan—gelatin
hydrogels could not only effectively inhibit target microorgan-
isms, but also showed a positive effect on promoting cell
proliferation and neovascularization, inducing granulation
tissue formation, delivering active substances, and accelerating
the wound healing.?***

3.1.2.1.5. Other natural polymers. Many other natural poly-
mers are also incorporated into chitosan-based hydrogels,
including fibrin, silk fibroin, dextran, elastin, apigenin, and
nerolidol etc. Fibrin is a protein produced from fibrinogen.
Polymerized fibrin is an important component in the coagula-
tion process, which plays an important role in the wound
healing process.””'** Kumar et al. developed a chitosan
hydrogel/nano-fibrin composite bandages, which enhanced
blood clotting, activated platelet activity, and accelerated
wound healing.** Chitosan-dextran hydrogel was non-cytotoxic
and possessed antimicrobial efficacy, which would be a candi-
date for wound healing dressings.'®'** Chitosan-agarose
hydrogel provided an adequate wound healing environment,
with high cellular proliferation at hydrogels surface and
improved the wound repairing ability.'*>'* In addition, chito-
san mixed with apigenin,'” nerolidol'® or hemigraphis alter-
nate'®” also showed the potential for enhancing wound healing.

3.1.2.2. Synthetic polymers. Thanks to the large number of
available chemical monomeric entities of potential interest
and recent advances in polymer synthesis, many new synthetic
biocompatible polymers have been prepared in recent years.**
Some of these polymeric materials overcome the problems of
natural polymers, because they could be synthesized and
processed in a highly controlled way. In addition, some
synthetic polymers mainly degrade via chemical hydrolysis
and are quite insensitive to a number enzymatic processes,
hence, their degradation behavior will not vary greatly
individually."*

Although some studies have shown the potential for using
these biomaterials as wound dressings, in each material, indi-
vidual limitation could be expected."™ For wound dressing,
naturally derived materials often have desirable biological
properties and can influence cell function, but they limited by
poor mechanical strengths and fast degradation profiles.?*** In
contrast, synthetic polymers provide appropriately 3D environ-
ments and have the desired mechanical strengths. However,
they lack the bioactive properties of natural material. Therefore,
it is necessary to produce hybrid materials by combining
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synthetic and natural polymers, and retain the desirable char-
acteristics of both materials.

3.1.2.2.1. PVA. Chitosan-PVA hydrogels have been widely
used as wound dressing, and a series of studies have shown
these composite materials enhanced wound healing as well as
antibacterial activities.*****""*” Related research also proved that
chitosan-PVA hydrogel exhibited a good bactericidal activity
against E. coli. The hydrogel with greater chitosan concentra-
tion (60% and 80%), had a better cell viability, proliferation,
and blood clotting ability.***** Khodja et al. used the chitosan-
PVA hydrogel to deal with deep second degree burn rats, and the
wound was healed earlier than those treated with paraffin gauze
dressing and cotton gauze.'** If honey or bee venom was added
into the chitosan-PVA hydrogel, it strengthened the anti-
inflammatory effect and antibacterial activity, hence,
enhanced wound healing.">""*” All of these researches indicated
chitosan-PVA hydrogels have excellent potential as wound
dressings.

3.1.2.2.2. PEG/PEO. PEG is a polyether which is also known
as poly(ethylene oxide) (PEO) or poly(oxyethylene) (POE),
depending on its molecular weight.**®* PEG can also be blended
with chitosan to improve its inherent solubility, erosion,
mechanical and thermal properties, crystallinity, and
viscosity."® Chitosan-PEG hydrogel could release drug in
a sustained and controlled manner.* Chitosan-PEO hydrogel
also could absorb exudate rapidly.’* Chen et al. indicated the
reinforced chitosan-PEG hydrogel has good mechanical prop-
erty and appropriate degradation rates. Chitosan inhibited
inflammatory cells infiltration and enhanced fibroblast prolif-
eration, and PEG promoted epithelial migration. Whether small
cuts or full thickness wounds, this reinforced chitosan-PEG
hydrogel could promote the wound healing with high quality.**

3.1.2.2.3. PVP. Like PVA and PEG, these hydrophilic and
biocompatible materials have been extensively studied as
wound dressings due to its water absorption and oxygen
permeability properties.® Poly(vinyl pyrrolidone) (PVP) is usually
blended with other polymers to modify its solubility, delivery
property, softness, and elasticity.”*® Sadiya et al. prepared
a chitosan-PEG-PVP hydrogel. The water vapour transmission
rate was in the range of 2000-3500 g per m” per day, indicating
a moderate exudate absorption. When tetracycline hydrochlo-
ride was used as model drug within the hydrogel matrix,
showed a fast healing with minimum scarring.**

3.1.2.2.4. Poly(a-esters). Polylactide (PLA) is one of aliphatic
polyesters, which presents relatively high strength and an
appropriate degradation rate with regard to most drug delivery
and tissue engineering systems. Besides, PLA provides with
good mechanical characteristics, controlled degradability, and
excellent biocompatibility. However, its strong hydrophobicity
limits the applications.” Chitosan-PLA hydrogel showed
a quick absorption capacity, high equilibrate water absorption,
and good air permeability, which helped the dressing absorbing
excessive exudates, provided a moist environment, and
exchanged oxygen in wound healing.**® Polyglycolic acid (PGA)
is another poly(a-esters) that presents a relatively hydrophilic
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nature and degrades faster than PLA in aqueous solutions or in
vivo."” Ching et al. presented a novel wound dressing consisting
of chitosan and PGA. The hydrogel significantly enhanced the
wound healing by suppressing inflammatory phenomena and
activating re-epithelialization, besides, easily stripping off from
the wound surface without damaging the newly regenerated
tissue.™®

3.2. Chitosan-based hydrogels as a drug delivery system

The healing of acute wounds could be accelerated by chitosan
alone, however, chronic wounds must heal in a different way.
Therefore, the slow release of therapeutic payload may offer
a more effective treatment."** Despite that a large number of
active compounds could serve as therapeutics for wound heal-
ing, the inflammatory environment in the wound hinders the
drug to enhance healing, and only few candidates have shown
clinical effects.”® Chitosan-based hydrogels are suitable for the
intelligent delivery, which could load with antimicrobial agents,
growth factors, stem cells and peptides to balance the
biochemical events of inflammation in the chronic wound and
enhance healing.

As a DDS, the performance of chitosan-based hydrogels
depend not only on the physical and chemical properties of the
gel, but also the loading ways between the therapeutic agents
and hydrogels. There are three main methods of drug loading:
permeation (diffusion), entrapment, and covalent bonding
(Fig. 4)."* Each method has its own advantages and disadvan-
tages, and should take the hydrogel network and the properties
of drugs into consideration when choosing, which are
enumerated in Table 3.3¥*3*133 In this section, we will summa-
rize chitosan-based hydrogels as DDS for accelerating wound
healing.

3.2.1. Deliver antimicrobial agents. The hydrogel provides
a moist environment for wound healing, but the hydrated
environment can also facilitate microbial infection, which will
prolong or impair the wound healing process.” This is
a contradiction, especially in some of the more serious chronic
infection wounds. Therefore, hydrogels with antibacterial
properties have great potential for clinical application. Chitosan
hydrogels itself have antibacterial properties owing to the
positively charged amino groups in the chitosan molecule,
which could adsorb with negatively charged in bacteria easily.**
However, with the increasing of drug-resistant bacteria,
chitosan-based hydrogel as a DDS carrying other antimicrobial
agents has aroused great concern.

Usually antimicrobial agents are divided into two categories.
One is organic antibacterial agents, such as antibiotics, organic
mineral salts, and another is inorganic antibacterial agents,
such as silver, zinc, copper and metal oxide. Hence, the anti-
microbial property of chitosan hydrogel has been developed
recently.

3.2.1.1. Organic antibacterial agents. Organic antibacterial
agents include a series of substances, such as antibiotics and
chemical synthetic drugs, can inhibit and kill bacteria and other
microorganisms. They have widely applications in preventing
infection, whether oral or injection administration. In recent
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C. Covalent Bonding

Fig. 4 Three main methods of drug loading. (A) The easiest drug loading method is to place the fully formed hydrogel into medium saturated
with the therapeutic. (B) In the case of larger drugs and bioligands, the payload must be entrapped during the gelation process. (C) In order to limit
the loss of the therapeutic reserve (and the risk of toxic exposure), drugs can be covalently or physically linked to the polymer chains prior to
gelation (Reprint with permission from N. Bhattarai et al.*?).

Table 3 Three different drug loading strategies for chitosan hydrogels

Permeation

Entrapment

Covalent bonding

Loadable drugs
Network formations

In situ gelation possible
Degree of burst release

Smart delivery mechanisms

Release durations
Comments

Small molecules

Physical, covalently cross-linked,
and IPN gels

NO

High

pH-Sensitive swelling, polymer
dissolution and degradation
Hours to days

High loading efficiencies for
hydrophilic drugs, low chance of
drug deactivation

Small molecules, peptides, proteins,
micro/nanospheres

Physical and covalently cross-linked
gels

YES

Moderate

pH-Sensitive swelling, polymer
dissolution and degradation

Days and weeks

Suitable for loading hydrophilic and
hydrophobic drugs, moderate
chance of drug deactivation, chance
of toxic material leaching

Small molecules, peptides, proteins

Physical and covalently cross-linked
gels

YES

None

Enzyme-sensitive release, polymer
dissolution and degradation

Days to months

Best suited for hydrophilic drugs,
possible drug deactivation during
polymer bonding

years, the application of organic antibacterial agent in local
wound has attracted the interest of researchers, because it can
increase drugs concentration in the wound locally, but not
produce a significant antibiotic effect to other parts of the body.
It is important to load an antibacterial agent into the dressing,
in order to reduce the inflammation caused by bacterial infec-
tion during the healing processes, since the wound bed is an
ideal environment for microbial growth.**

antibiotic delivery and prevented skin infections effectively.'*”
Sadiya et al. incorporated tetracycline hydrochloride into chi-
tosan-PEG-PVP hydrogel as an antimicrobial and scar preven-
dressing. The composite dressing showed good
antimicrobial properties against both type of bacterial strain.
Chitosan promoted wound healing with minimum scar and
tetracycline hydrochloride provided protection from bacterial
invasions.* In addition, chitosan-PVA hydrogel was prepared

tive

Nimal et al. prepared an injectable hydrogel consisting of
nanotigecycline and chitosan platelet-rich plasma. Tigecycline
was released in a sustained manner and inhibited bacterial
growth significantly. This hydrogel was an effective medium for

This journal is © The Royal Society of Chemistry 2018

to delivery minocycline**®

ciprofloxacin,**

and gentamycin sulfate,
tosan-polyacrylamide (PAM) hydrogel was fabricated to delivery
piperacillin-tazobactam.'** As well as amikacin,
ciprofloxacin,'*® norfloxacin,

139 and chi-

141 gentamicin/

144 gulfadiazine'*®

RSC Adv., 2018, 8, 7533-7549 | 7541


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c7ra13510f

Open Access Article. Published on 16 de febrer 2018. Downloaded on 29/1/2026 2:52:37.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

RSC Advances

were loaded into chitosan-based hydrogels to develop the anti-
bacterial function. These studies have proved the efficacy of
antibacterial agents contained in chitosan-based hydrogel
dressings for decreasing infection, favoring granulation tissue
formation, and stimulating faster wound healing.

3.2.1.2. Inorganic antibacterial agents. Drug-resistant
bacteria in infected wound is a challenge to wound healing.**¢
Nano metals as inorganic antibacterial agents have good pros-
pect against drug-resistant bacteria with a similar antibacterial
mechanism. Nano silver (nAg), for example, could be oxidized
on the wound surface when in contact with moisture or wound
fluid. Then Ag" ions are released and attached to the bacterial
cell membrane. Ag" ions damage the membrane by interacting
with sulphur-containing proteins and enter inside the bacteria
to disrupt DNA.*”**® A large number of studies incorporated the
inorganic antimicrobial agents into chitosan-based hydrogels
as wound dressings.

3.2.1.2.1. Silver. nAg is a broad spectrum antimicrobial
agent vie multiple mechanisms against microbes, which
significantly reduces the chance of developing resistance. nAg
has a better effective antimicrobial than ionic silver due to their
better permeation and retention effects."*® A number of devel-
oped wound dressings containing silver (Acticoat™, 3M™
Tegaderm™, Bactigrass®, SilvaSorb®, Fucidin®, PolyMem®
Silver) have been approved by Food and Drug
Administration.*>****

Chitosan-based hydrogel containing silver nanoparticles
showed the maximum activity against the resistant bacteria
isolating from diabetic foot. This composite prevented the foot
infection with multidrug-resistant bacteria, and obviously
accelerated wound healing.'** In addition, topical formulations
based on chitosan/nAg hydrogels have been prepared and their
effects on wound healing were studied extensively. nAg were
incorporated into nanocomposite chitosan-based hydrogel
dressings for full-thickness skin wounds,'** bactericidal activity
of hydrogel beads based on N,N,N-trimethyl chitosan/alginate
complexes loaded with nAg,'** antibacterial chitosan/nAg bio-
nanocomposite hydrogel beads as DDS,"® nAg-containing
antimicrobial membrane based on chitosan-tripolyphosphate
(TPP) hydrogel for the treatment of wounds.**® These results
indicated nAg played an important role in antibacterial aspect
and had a great application prospect in wound dressing.

The toxicity of nAg can kill microorganisms, but also have
the same effect on normal human cells. nAg shows a concen-
tration dependent cytotoxic effect towards human dermal
fibroblast cells.”®” Therefore, establishing a therapeutic window
to control nAg within a range can inhibit bacteria but not
produce toxicity to human cells, which is the key for the
application of chitosan-nAg hydrogel. The chitosan-based
hydrogels could release the nAg in a sustained way. At
a controllable concentration, silver incorporating into chitosan-
based hydrogel show great potential for avoiding infection and
enhancing wound healing.

3.2.1.2.2. Zinc. As a necessary element of the human body,
zinc is effective on some antibiotic resistant strains due to its
complex antibacterial mechanism.'*"**® Zinc oxide (ZnO) is the
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main form to exert antibacterial effect. However, there also
some studies indicated that the zinc ion also had a significant
antibacterial effect, weaker than the silver ion, though.****°

Nair et al. reported that ZnO nanoparticles (nZnO) had
potent antibacterial activity without adverse effect on normal
cells at appropriate concentrations.'® To investigate the suit-
able concentration of zinc playing extensive antibacterial effect
with low toxic effects on the cells, a stable DDS was necessary.
Kumar et al. incorporated nZnO into chitosan hydrogel. The
result showed this composite dressing enhanced blood clotting
and inhibited bacterial growth without causing toxicity to cells.
Furthermore, in vivo researches revealed that the nano-
composite promoted re-epithelialization, collagen deposition,
and enhanced wound healing. These results indicated this
nanocomposite was a potential application for burn wounds,
chronic wounds and diabetic foot ulcers.***

3.2.1.2.3. Other metals. Titanium dioxide (TiO,) nano-
particles have been used in cosmetics and filters, which exhibit
potent bactericidal properties and the abilities of eliminate
odors.*® Slowly release of titanium ions from the nanoparticles
can inhibit microbial proliferation, and therefore accelerate
wound healing.*®> The chitosan-TiO, composite membrane had
excellent surface properties and bactericidal activities."**'¢*
Studies have indicated that gold (Au) also has a significantly
antibacterial activity.'® Martins et al. successfully prepared
N,N,N-trimethyl chitosan/alginate complex-loaded with Au
nanoparticles had good biocompatibility and characterized by
wound dressing potential.**®

3.2.2. Deliver growth factors. Growth factors are regulatory
peptides synthesized and secreted by fibroblasts, inflammatory
cells, endothelial cells, epithelial cells, and platelets. Growth
factors can induce cell migration, proliferation, differentiation,
and promote the synthesis of ECM.*”**'” Compared with
normal wound healing, chronic wound secrets less growth
factors in different stages.® In the case of diabetic foot ulcers,
a series of multiple mechanisms decrease the peripheral blood
flow and local angiogenesis, all of which can hinder wound
healing.**® Growth factors are divide into several families based
on their characteristics. The most relevant growth factor fami-
lies for wound healing are EGF, FGF, TGF-B, PDGF, and vascular
endothelial growth factor (VEGF). The sources and important
roles of these growth factors in wound healing are summarized
in Table 4.'%'7*

Exogenous growth factors enhancing wound healing were
initially promising. However, application of growth factors to
the wound directly has several limitations. The half-life is
generally short and need repeated administration. They also
degrade quickly because of the abundant proteolytic enzymes
in the wound environment. Furthermore, sequestration of
growth factors by the wound matrix may hinder its binding to
receptors at the surfaces of the cells."”” Therefore, it is neces-
sary to develop an applicable system to deliver growth factors
in order to improve their clinical efficacy. Importantly,
chitosan-based hydrogels have unique advantage to become
an excellent choice to maximize the effectiveness of growth
factors.

n
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Cell sources

Effects during wound healing

Cell motility and proliferation, increased levels in the acute wound,

decreased levels in the chronic wound

Angiogenesis and fibroblast mitogen, keratinocyte mitogen and mitogen
Re-epithelialization and inflammation, granulation tissue formation,
fibrosis and tensile strength, increased levels in the acute wound, decreased

levels in the chronic wound

Chemotaxis, inflammation, granulation tissue formation, matrix
remodeling, increased levels in the acute wound, decreased levels in the

chronic wound

EGF Platelets, macrophages, fibroblasts

FGF Macrophages, endothelial cells, fibroblasts

TGF-B1, Platelets, keratinocytes, macrophages,

TGF-p2 lymphocytes, fibroblasts

PDGF Platelets, keratinocytes, macrophages, endothelial
cells, fibroblasts

VEGF Platelets, neutrophils, macrophages, endothelial
cells, fibroblasts

IGF Fibroblasts neutrophils, macrophages, hepatocytes,
skeletal muscle

HGF Fibroblasts

Angiogenesis, granulation tissue formation, increased levels in the acute
wound, decreased levels in the chronic wound
Stimulates wound re-epithelialisation and fibroblast proliferation

Suppression of inflammation, granulation tissue formation, angiogenesis,

re-epithelialization

EGF incorporated into chitosan-albumin hydrogel micro-
spheres could continuous release more than 3 weeks after
subcutaneous implantation in rats.'” Pulat et al. prepared chi-
tosan-polyacrylamide hydrogel loading with EGF, the
composite enhanced fibroblast cells proliferation for longer
periods than that of free EGF.**® Furthermore, as DDS, sodium
carboxymethyl chitosan hydrogel,'”* chitosan-alginate beads”
and Pluronic-chitosan hydrogels'”® were developed to carry
rhEGF and studied in diabetic rats. These results indicated that
the chitosan-based hydrogels released rhEGF at the wound sites
controllably, enhanced the healing rate, and improved the
healing quality significantly.

FGF could stimulate angiogenesis by activating capillary
endothelial cells and fibroblasts.”” In order to maintain its
release stably at the wound site, FGF was incorporated into
chitosan-based hydrogels. A series of studies have indicated
that aFGF"* and bFGF®”'”® incorporated into chitosan-based
hydrogels were effective material for enhancing chronic
wounds healing.

Rapid angiogenesis is crucial in skin regeneration, which
could promote regeneration, transmit oxygen and nutrients,
remove metabolic waste, and decrease the risk of infection.'”®
Incorporated VEGF into the dressing and released in a sus-
tained way could improve angiogenesis and enhance wound
healing without signs of reactive or granulomatous inflamma-
tory response.'”’

3.2.3. Deliver stem cells. In recent years, stem cells in
wound repair have become a hot spot attributing to the fact that
stem cells can differentiate into epidermal cell phenotypes, up-
regulate cytokines and growth factors expression around the
wound site. Afterwards, increasing evidence has demonstrated
that the paracrine effect of stem cells play the key roles in
promoting wound healing.””*"** Both bone marrow mesen-
chymal stem cells (BMSCs) and adipose derived stem cell
(ADSCs) have been reported to enhance angiogenesis, promote
epithelialization, and affect recruitment or proliferation of
macrophages and endothelial progenitor cells during the
healing process.'®'®* The differentiation and growth factors

This journal is © The Royal Society of Chemistry 2018

secretion of stem cells are regulated by the microenviron-
ment.'®>'®* However, there is a large amount of cytotoxic and
inflammatory mediators in the microenvironment of the
wound, which may cause the death of stem cells in the local
wound tissue.”® The mechanisms of stem cell-laden anti-
inflammatory hydrogel enhancing chronic wound healing are
described in Fig. 5.'*¢ Because chitosan-based hydrogels have
the biological advantages of biocompatible, biodegradable,
maintaining multipotency of the stem cells, and mimicking
ECM, they become excellent delivery systems to protect stem
cells in order to maximize the differentiation and paracrine
capacity."® Currently, many researchers have focused on stem
cells-laden hydrogels to promote wound healing. Compared
with alginate hydrogel, stem cells in self-healing chitosan
hydrogel proliferated much faster.'®® Here, we will discuss the
application of chitosan-based hydrogels loading with stem cells
in wound healing.

BMSCs are reported to enhance wound healing through
secreting a series of growth factors'® and differentiating into
effector cells, thereby accelerating wound closure, vasculariza-
tion, granulation tissue formation, and re-epithelializa-
tion."* " Considering the aforementioned mechanisms, the
active role of BMSCs in wound healing establishes the foun-
dation for their application in treating chronic wound healing.
A chitosan/dextran-based injectable hydrogel not only retained
BMSCs viability, but also maintained the differentiation
capacity and mesenchymal immune-phenotype. In the
chitosan/dextran-based hydrogel, BMSCs differentiated into
osteocytes and adipocytes successfully. In vivo study indicated
that the hydrogel was effective prevention of scar formation
after surgery.*** In addition, hydroxypropyl-chitosan hydrogel***
and chitosan-collagen microbeads™ were also beneficial to
BMSCs adhesion and proliferation, which were suitable mate-
rials to deliver BMSCs as wound dressings.

ADSCs have been used in wound healing since they have
immune-regulatory and multipotent differentiation capabil-
ities."* In vitro, chitosan-based hydrogels served as a scaffold
could promote ADSCs proliferation and differentiation with low
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Fig. 5 MSC-laden hydrogels can prohibit chronic inflammation and contribute to growth factor secretion, resulting in accelerated wound
contraction, ECM secretion, angiogenesis, re-epithelialization, hair follicle and sebaceous gland regeneration and reduced scar formation

(Reprint with permission from Chen et al.*®¢).

cytotoxicity.”® ADSCs-encapsulated chitosan/gelatin hydrogel
promoted proliferation of fibroblasts and tube formation of
endothelial cells in vitro, and promoted wound angiogenesis in
vivo."” Sanchez et al. developed a novel hydrogel with anti-
inflammatory activity. Their study showed that the hADSCs
cultured in the collagen type I/chitosan/dexamethasone hydro-
gel were viable, proliferative, and secreted the anti-
inflammatory cytokine IL-10 but not the inflammatory cyto-
kine tumor necrosis factor-a.. This was for the first time that
a native ECM molecule (collagen type I), a biocompatible
natural polymer (chitosan), and an inflammation-controlling
molecule (dexamethasone) have been combined into a hydro-
gel that proved to be capable of sustaining mesenchymal stem
cells culture.”® Chang et al. reported an injectable chitosan-HA
hydrogel delivered ADSCs significantly accelerated wound
closure. The composite hydrogel increased cell proliferation
and promoted keratinocyte migration, up-regulated mRNA
expressions of VEGF, chemotactic factors and ECM-remodeling
matrix metaloproteinases.**®

In addition, synovial mesenchymal stem cells loaded into
hydroxyapatite-chitosan hydrogels. In vivo results indicated
that the composite hydrogel significantly promoted re-
epithelialization, angiogenesis, and collagen maturity around
diabetic chronic wound surface.'”®

In general, chitosan-based hydrogels show great promise as
stem cells delivery vehicles for tissue regeneration. BMSCs have
a wide range of applications, and many studies have demon-
strated its effectiveness and safety. Compared with other stem
cells, BMSCs have the advantage in terms of healing rate and

7544 | RSC Adv., 2018, 8, 7533-7549

blood flow of the limbs for ulcer patients.”* In comparison to
BMSCs, ADSCs acquired via liposuction are much easier to
access.”" In addition, the isolated cells can be cryopreserved
while maintaining all their properties intact for up to 6 months,
which provides a good potential for ADSCs to become an off-the-
shelf product.>® This convinced us that chitosan-based hydro-
gels loaded stem cells to promote wound healing is very
promising.

3.2.4. Deliver peptides. Although stem cells and growth
factors intend to improve angiogenesis and re-epithelialization,
cost and safety issues remain in their applications. Peptides
show similar effects with growth factors, but have lower cost
and controllable properties.”***** Similarly, a stable delivery
system allows peptides to better promote wound healing. Chen
et al. reported a biomimetic fragment of the laminin mimetic
peptide, Ser-Ile-Lys-Val-Ala-Val-conjugated chitosan hydrogel.
This composite material significantly promoted BMSCs adhe-
sion and proliferation in vitro, and accelerated wound contrac-
tion in vivo. These results suggested that the peptide-modified
chitosan hydrogel significantly improved the function of chi-
tosan in angiogenesis and re-epithelialization of skin.”* Xiao
et al. presented that chitosan-collagen hydrogel with immobi-
lized glutamine-histidine-arginine-glutamic acid-aspartic
acid-glycine-serine (an integrin-binding prosurvival peptide
derived from angiopoietin-1), treated the full-thickness exci-
sional wounds in a diabetic mice. This composite hydrogel
significantly enhanced wound closure via faster re-
epithelialization and granulation tissue formation.>*®

This journal is © The Royal Society of Chemistry 2018
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3.2.5. Deliver other drugs. In addition to the above cate-
gories, chitosan-based hydrogels can also deliver some other
drugs, such as anti-inflammatory drugs, antioxidants, amino
acids, vitamins, and nutrients, which can reduce the inflam-
matory reaction, well-nourished wound tissue, and promote
wound healing.*””

The inflammatory phase starts within a few minutes of injury
up to 24 hours and lasts for about 3 days. This therefore
necessitates effective analgesic delivery during this inflamma-
tory period.*®® Chitosan-PVA hydrogel containing bee venom
was developed, and exhibited anti-inflammatory effect, which
could be comparable to that of diclofenac gel, a standard anti-
inflammatory drug. Combination of chitosan and bee venom
significantly accelerated wound healing in diabetic rats.**® In
addition, ibuprofen,*” betamethasone sodium phosphate,
streptomycin, and diclofenac**® also have the potential as anti-
inflammatory drugs delivered in chitosan-based hydrogels.
These evidenced chitosan-based hydrogels have significantly
potential to control the delivery of anti-inflammatory drugs over
a period compatible with the wound healing progresses.

Antioxidants, such as nitric oxide, horseradish peroxidase,
and hydrogen peroxide were also studied in chitosan-based
hydrogels, which showed a stronger antibacterial activity,
stimulated fibroblast proliferation and collagen production,
exhibited fast contraction of incision, and accelerated epithe-
lialization and wound healing eventually.”***'° In addition, Wu
et al. added vitamin C into chitosan-PVA hydrogel. Sustained
release of the vitamin provided a new system to enhance wound
healing in dermal tissue.***

4. Conclusion

Chitosan-based hydrogel is considered as an ideal material due
to its biodegradable, biocompatible, antimicrobial effects, and
these properties of chitosan-based hydrogels could be modified
by various natural or synthetic polymers. Relative to acute
wound, the chronic and complex wounds need to be treated
with functional wound dressing, possessing the capacity of
releasing therapeutic drugs or growth factors to offer a more
effective treatment. To address this, chitosan-based hydrogels
have been developed as wound dressings, which can deliver
antibacterial agents, growth factors, stem cells, peptides and
other active substances in a sustained release manner. The local
intervention can solve the problem of systemic toxicity and
maintain the effective concentration of the active material in
the wound to promote the chronic wounds healing. We believe
that as wound dressing and DDS, chitosan-based hydrogels
have great potential clinical application in wound healing.

Conflicts of interest

There are no conflicts to declare.

Acknowledgements

This research was financially supported by National Natural
Science Foundation of China (No. 81171681), Training Program

This journal is © The Royal Society of Chemistry 2018

View Article Online

RSC Advances

of Outstanding Doctoral Student by Norman Bethune Health
Science Center of Jilin University (No. YB201501), Scientific
Development Program of Jilin Province (No. 20160101109]C,
20150414006GH, 20150312028ZG and 20130206060GX), Grad-
uate Innovation Fund of Jilin University (No. 2017032), Medja-
den Academy & Research Foundation for Young Scientists
(Grant No. MJR20170016).

References

1 A. D. Metcalfe and M. W. ]J. Ferguson, J. R. Soc., Interface,
2007, 4, 413-437.

2 N. Boucard, C. Viton, D. Agay, E. Mari, T. Roger,
Y. Chancerelle and A. Domard, Biomaterials, 2007, 28,
3478-3488.

3 C. M. Minutti, J. A. Knipper, J. E. Allen and D. M. Zaiss,
Semin. Cell Dev. Biol., 2017, 61, 3-11.

4 S. R. Beanes, C. Dang, C. Soo and K. Ting, Expert Rev. Mol.
Med., 2003, 5, 1-22.

5 L. I. F. Moura, A. M. A. Dias, E. Carvalho and H. C. de Sousa,
Acta Biomater., 2013, 9, 7093-7114.

6 S. Guo and L. A. Dipietro, J. Dent. Res., 2010, 89, 219-229.

7 J. C. McDaniel and K. K. Browning, J. Wound Ostomy
Continence Nurs., 2014, 41, 415-423.

8 L. Vileikyte, Clin. Dermatol., 2007, 25, 49-55.

9 A. Cole-King and K. G. Harding, Psychosom. Med., 2001, 63,
216-220.

10 B. Gupta, R. Agarwal and M. S. Alam, Indian ]. Fibre Text.
Res., 2010, 35, 174-187.

11 P. Sai and M. Babu, Burns, 2000, 26, 54-62.

12 N. Bhattarai, J. Gunn and M. Q. Zhang, Adv. Drug Delivery
Rev., 2010, 62, 83-99.

13 M. Hamidi, A. Azadi and P. Rafiei, Adv. Drug Delivery Rev.,
2008, 60, 1638-1649.

14 W. E. Hennink and C. F. van Nostrum, Adv. Drug Delivery
Rev., 2012, 64, 223-236.

15 Y. M. Lim, S. J. An, H. K. Kim, Y. H. Kim, M. H. Youn,
H. J. Gwon, J. Shin and Y. C. Nho, Radiat. Phys. Chem.,
2009, 78, 441-444.

16 T.R. Hoare and D. S. Kohane, Polymer, 2008, 49, 1993-2007.

17 B. Amsden, Eur. J. Pharm. Biopharm., 2015, 97, 318-328.

18 K. Y. Lee and D. J. Mooney, Chem. Rev., 2001, 101, 1869-
1879.

19 J. K. Tessmar and A. M. Gopferich, Adv. Drug Delivery Rev.,
2007, 59, 274-291.

20 K. Vehik and D. Dabelea, Diabetes/Metab. Res. Rev., 2011, 27,
3-13.

21 M.Y. Hasan, R. Teo and A. Nather, Diabet. Foot Ankle, 2015,
6, 27618.

22 V. Patil, R. Patil, P. L. Kariholu, L. S. Patil and P. Shahapur,
J. Clin. Diagn. Res., 2013, 7, 2238-2240.

23]. J. Mendes, A. Marques-Costa, C. Vilela, J. Neves,
N. Candeias, P. Cavaco-Silva and J. Melo-Cristino, Diabetes
Res. Clin. Pract., 2012, 95, 153-161.

24 Y.Jia, Y. Q. Hu, Y. X. Zhu, L. Che, Q. Y. Shen, J. X. Zhang and
X. H. Li, Carbohydr. Polym., 2011, 83, 1153-1161.

RSC Adv., 2018, 8, 7533-7549 | 7545


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c7ra13510f

Open Access Article. Published on 16 de febrer 2018. Downloaded on 29/1/2026 2:52:37.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

RSC Advances

25 S. Huang and X. B. Fu, J. Controlled Release, 2010, 142, 149—
159.

26 T. H. Dai, M. Tanaka, Y. Y. Huang and M. R. Hamblin,
Expert Rev. Anti-Infect. Ther., 2011, 9, 857-879.

27 R. A. Perez, J. E. Won, J. C. Knowles and H. W. Kim, Adv.
Drug Delivery Rev., 2013, 65, 471-496.

28 R. A. A. Muzzarelli, F. Greco, A. Busilacchi, V. Sollazzo and
A. Gigante, Carbohydr. Polym., 2012, 89, 723-739.

29 R. Jayakumar, M. Prabaharan, P. T. S. Kumar, S. V. Nair and
H. Tamura, Biotechnol. Adv., 2011, 29, 322-337.

30 R. A. A. Muzzarelli, Carbohydr. Polym., 2009, 76, 167-182.

31 A. S. Hoffman, Adv. Drug Delivery Rev., 2002, 54, 3-12.

32 M. Zubair, A. Malik and ]J. Ahmad, Foot, 2011, 21, 6-14.

33 N. Bhattarai, J. Gunn and M. Zhang, Adv. Drug Delivery Rev.,
2010, 62, 83-99.

34 Y. C. Chung and C. Y. Chen, Bioresour. Technol., 2008, 99,
2806-2814.

35 R. Jayakumar, M. Prabaharan, P. T. Sudheesh Kumar,
S.V. Nair and H. Tamura, Biotechnol. Adv., 2011, 29, 322-337.

36 M. Amidi, E. Mastrobattista, W. Jiskoot and W. E. Hennink,
Adv. Drug Delivery Rev., 2010, 62, 59-82.

37 H. F. Dvorak, Curr. Opin. Hematol., 2010, 17, 225-229.

38 M. C. Robson, D. L. Steed and M. G. Franz, Curr. Probl.
Surg., 2001, 38, 65-140.

39 Y. Okamoto, R. Yano, K. Miyatake, I. Tomohiro,
Y. Shigemasa and S. Minami, Carbohydr. Polym., 2003, 53,
337-342.

40 R. A. A. Muzzarelli, P. Morganti, G. Morganti, P. Palombo,
M. Palombo, G. Biagini, M. M. Belmonte, F. Giantomassi,
F. Orlandi and C. Muzzarelli, Carbohydr. Polym., 2007, 70,
274-284.

41 R. Grose and S. Werner, Mol. Biotechnol., 2004, 28, 147-166.

42 B. Nedelec, A. De Oliveira, M. Saint-Cyr and D. R. Garrel,
Plast. Reconstr. Surg., 2007, 119, 2101-2109.

43 T. Takei, H. Nakahara, H. Ijima and K. Kawakami, Acta
Biomater., 2012, 8, 686—693.

44 S. Ud-Din and A. Bayat, Exp. Dermatol., 2016, 25, 579-585.

45 1. Y. Kim, S. J. Seo, H. S. Moon, M. K. Yoo, I Y. Park,
B. C. Kim and C. S. Cho, Biotechnol. Adv., 2008, 26, 1-21.

46 D. Archana, B. K. Singh, J. Dutta and P. K. Dutta, Carbohydr.
Polym., 2013, 95, 530-539.

47 S. P. Borderud, Y. Li, J. E. Burkhalter, C. E. Sheffer and
J. S. Ostroff, Cancer-Am Cancer Soc., 2015, 121, 800-801.
48 A. J. Choudhury, D. Gogoi, J. Chutia, R. Kandimalla,
S. Kalita, J. Kotoky, Y. B. Chaudhari, M. R. Khan and

K. Kalita, Surgery, 2016, 159, 539-547.

49 A. Obermeier, J. Schneider, S. Wehner, F. D. Matl,
M. Schieker, R. von Eisenhart-Rothe, A. Stemberger and
R. Burgkart, PLoS One, 2014, 9, €101426.

50 S.Zhaleh, N. Hazeri, M. R. Faghihi and M. T. Maghsoodlou,
Res. Chem. Intermed., 2016, 42, 8069-8081.

51 F. Croisier and C. Jerome, Eur. Polym. J., 2013, 49, 780-792.

52 A. K. Azad, N. Sermsintham, S. Chandrkrachang and
W. F. Stevens, J. Biomed. Mater. Res., Part B, 2004, 69, 216—
222.

53 R. Liu, X. Xu, X. Zhuang and B. Cheng, Carbohydr. Polym.,
2014, 101, 1116-1121.

7546 | RSC Adv., 2018, 8, 7533-7549

View Article Online

Review

54 M. Fan, Q. L. Hu and K. Shen, Carbohydr. Polym., 2009, 78,
66-71.

55 A. Polnok, J. C. Verhoef, G. Borchard, N. Sarisuta and
H. E. Junginger, Int. J. Pharm., 2004, 269, 303-310.

56 S. Richardson and L. Gorton, Anal. Chim. Acta, 2003, 497,
27-65.

57 P. Wongpanit, N. Sanchavanakit, P. Pavasant, P. Supaphol,
S. Tokura and R. Rujiravanit, Macromol. Biosci., 2005, 5,
1001-1012.

58 S. Bashir, Y. Y. Teo, S. Ramesh, K. Ramesh and A. A. Khan,
Rev. Chem. Eng., 2015, 31, 563-597.

59 M. Rinaudo, Prog. Polym. Sci., 2006, 31, 603-632.

60 A. Anitha, V. V. D. Rani, R. Krishna, V. Sreeja,
N. Selvamurugan, S. V. Nair, H. Tamura and
R. Jayakumar, Carbohydr. Polym., 2009, 78, 672-677.

61 M. C. Straccia, I. Romano, A. Oliva, G. Santagata and
P. Laurienzo, Carbohydr. Polym., 2014, 108, 321-330.

62 X.Li, S. Chen, B. Zhang, M. Li, K. Diao, Z. Zhang, J. Li, Y. Xu,
X. Wang and H. Chen, Int. J. Pharm., 2012, 437, 110-119.

63 G. H. Sun, C. Feng, M. Kong, X. J. Cheng, J.]. Bing, G. X. Xia,
Z.X. Bao, H. Park and X. G. Chen, Front. Mater. Sci., 2015, 9,
272-281.

64 1. Younes and M. Rinaudo, Mar. Drugs, 2015, 13, 1133-1174.

65 M. Morimoto, H. Saimoto and Y. Shigemasa, Trends
Glycosci. Glycotechnol., 2002, 14, 205-222.

66 V. M. Ramos, N. M. Rodriguez, M. F. Diaz, M. S. Rodriguez,
A. Heras and E. Agullo, Carbohydr. Polym., 2003, 52, 39-46.

67 S. A. Sell, P. S. Wolfe, K. Garg, J. M. McCool, I. A. Rodriguez
and G. L. Bowlin, Polymers, 2010, 2, 522-553.

68 P. B. Malafaya, G. A. Silva and R. L. Reis, Adv. Drug Delivery
Rev., 2007, 59, 207-233.

69 J. C. Sun and H. P. Tan, Materials, 2013, 6, 1285-1309.

70 T. K. Giri, D. Thakur, A. Alexander, Ajazuddin, H. Badwaik
and D. K. Tripathi, Curr. Drug Delivery, 2012, 9, 539-555.
71]. A. Rowley, G. Madlambayan and D. ]J. Mooney,

Biomaterials, 1999, 20, 45-53.

72 R. Yao, R. J. Zhang, J. Luan and F. Lin, Biofabrication, 2012,
4, 025007.

73 S. J. Florczyk, D. J. Kim, D. L. Wood and M. Q. Zhang, J.
Biomed. Mater. Res., Part A, 2011, 98, 614-620.

74 A. M. Alsharabasy, S. A. Moghannem and W. N. El-Mazny, J.
Biomater. Appl., 2016, 30, 1071-1079.

75 N. Sukumar, T. Ramachandran, H. Kalaiarasi
S. Sengottuvelu, J. Text. Inst., 2015, 106, 133-140.

76 M. Momin, S. Kurhade, P. Khanekar and S. Mhatre, J.
Wound Care, 2016, 25, 364-372.

77 M. Dai, X. L. Zheng, X. Xu, X. Y. Kong, X. Y. Li, G. Guo,
F. Luo, X. Zhao, Y. Q. Wei and Z. Y. Qian, J. Biomed.
Biotechnol., 2009, 2009, 595126.

78 K. Y. Lee, E. Alsberg and D. J. Mooney, J. Biomed. Mater. Res.,
2001, 56, 228-233.

79 J.Han, Z. Y. Zhou, R. X. Yin, D. Z. Yang and J. Nie, Int. J. Biol.
Macromol., 2010, 46, 199-205.

80 J. Patterson, M. M. Martino and J. A. Hubbell, Mater. Today,
2010, 13, 14-22.

81 R. D. Price, M. G. Berry and H. A. Navsaria, J. Plast. Reconstr.
Aesthetic Surg., 2007, 60, 1110-1119.

and

This journal is © The Royal Society of Chemistry 2018


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c7ra13510f

Open Access Article. Published on 16 de febrer 2018. Downloaded on 29/1/2026 2:52:37.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Review

82 M. Galeano, F. Polito, A. Bitto, N. Irrera, G. M. Campo,
A. Avenoso, M. Calo, P. Lo Cascio, L. Minutoli, M. Barone,
F. Squadrito and D. Altavilla, Biochim. Biophys. Acta, Mol.
Basis Dis., 2011, 1812, 752-759.

83 R. Uppal, G. N. Ramaswamy, C. Arnold, R. Goodband and
Y. Wang, J. Biomed. Mater. Res., Part B, 2011, 97, 20-29.

84 R. DeVolder and H. J. Kong, Wiley Interdiscip. Rev.: Syst. Biol.
Med., 2012, 4, 351-365.

85 M. W. Tibbitt and K. S. Anseth, Biotechnol. Bioeng., 2009,
103, 655-663.

86 B. A. Lindborg, J. H. Brekke, C. M. Scott, Y. W. Chai,
C. Ulrich, L. Sandquist, E. Kokkoli and T. D. O'Brien,
Tissue Eng., Part A, 2015, 21, 1952-1962.

87 B. A. Lindborg, J. H. Brekke, C. M. Scott, Y. W. Chai,
C. Ulrich, L. Sandquist, E. Kokkoli and T. D. O'Brien,
Tissue Eng., Part A, 2015, 21, 1952-1962.

88 D. H. Phuc, N. T. Hiep, D. N. P. Chau, N. T. T. Hoai,
H. C. Khon, V. V. Toi, N. D. Hai and B. C. Bao, Int. J.
Polym. Sci., 2016, 2016, 6723716.

89 Q. Chang, H. Y. Gao, S. H. Bu, W. Zhong, F. Lu and M. Xing,
J. Mater. Chem. B, 2015, 3, 4503-4513.

90 A. Sannino, C. Demitri and M. Madaghiele, Materials, 2009,
2, 353-373.

91 W. Czaja, A. Krystynowicz, S. Bielecki and R. M. Brown,
Biomaterials, 2006, 27, 145-151.

92 F. Mohammadkazemi, K. Doosthoseini, E. Ganjian and
M. Azin, Constr. Build. Mater., 2015, 101, 958-964.

93 P. Zhang, L. Chen, Q. S. Zhang and F. F. Hong, Front.
Microbiol., 2016, 7, 260.

94 L. H. Fan, C. Tan, L. B. Wang, X. R. Pan, M. Cao, F. Wen,
W. G. Xie and M. Nie, J. Appl. Polym. Sci., 2013, 128, 2789~
2796.

95 R. Sanchez-Sanchez, E. Martinez-Arredondo, V. Martinez-
Lopez, Y. Melgarejo-Ramirez, A. Brena-Molina, H. Lugo-
Martinez, R. Gomez-Garcia, D. Garciadiego-Cazares,
P. Silva-Bermudez, E. Marquez-Gutierrez, C. Ibarra and
C. Velasquillo, J. Nanomater., 2016, 2016, 8654937.

96 Y. Xiao, L. A. Reis, N. Feric, E. ]J. Knee, ]J. Gu, S. Cao,
C. Laschinger, C. Londono, ]J. Antolovich, A. P. McGuigan
and M. Radisic, Proc. Natl. Acad. Sci. U. S. A., 2016, 113,
E5792-E5801.

97 C. J. Park, S. G. Clark, C. A. Lichtensteiger, R. D. Jamison
and A. J. W. Johnson, Acta Biomater., 2009, 5, 1926-1936.

98 X. Huang, Y. Zhang, X. Zhang, L. Xu, X. Chen and S. Wei,
Mater. Sci. Eng., C, 2013, 33, 4816-4824.

99 Y. H. Lin, J. H. Lin, T. S. Li, S. H. Wang, C. H. Yao,
W. Y. Chung and T. H. Ko, Wound Repair Regen., 2016, 24,
287-301.

100 C. V. Andritoiu, A. N. Cadinoiu, A. I. Prisacaru, D. Mihaila,
M. Popa and 1. M. Popa, Environ. Eng. Manage. J., 2015, 14,
2185-2199.

101 T. A. E. Ahmed, E. V. Dare and M. Hincke, Tissue Eng., Part
B, 2008, 14, 199-215.

102 P. T. S. Kumar, N. M. Raj, G. Praveen, K. P. Chennazhi,
S. V. Nair and R. Jayakumar, Tissue Eng., Part A, 2013, 19,
380-392.

This journal is © The Royal Society of Chemistry 2018

View Article Online

RSC Advances

103 M. Chan, H. J. Brooks, S. C. Moratti, L. R. Hanton and
J. D. Cabral, Int. J. Mol. Sci., 2015, 16, 13798-13814.

104 M. A. Aziz, J. D. Cabral, H. J. Brooks, M. A. McConnell,
C. Fitzpatrick, L. R. Hanton and S. C. Moratti, J. Biomed.
Mater. Res., Part B, 2015, 103, 332-341.

105 L. G. Gomez-Mascaraque, ]J. A. Mendez, M. Fernandez-
Gutierrez, B. Vazquez and J. San Roman, Acta Biomater.,
2014, 10, 798-811.

106 S. P. Miguel, M. P. Ribeiro, H. Brancal, P. Coutinho and
I. J. Correia, Carbohydr. Polym., 2014, 111, 366-373.

107 R. Shukla, S. K. Kashaw, A. P. Jain and S. Lodhi, Int. J. Biol.
Macromol., 2016, 91, 1110-1119.

108 M. O. Ferreira, L. L. Leite, I. S. de Lima, H. M. Barreto,
L. C. Nunes, A. B. Ribeiro, J. A. Osajima and E. C. da Silva
Filho, Carbohydr. Polym., 2016, 152, 409-418.

109 M. Annapoorna, P. T. Sudheesh Kumar, L. R. Lakshman,
V. K. Lakshmanan, S. V. Nair and R. Jayakumar,
Carbohydr. Polym., 2013, 92, 1561-1565.

110 A. D. Baldwin and K. L. Kiick, Biopolymers, 2010, 94, 128-
140.

111 S. P. Zhong, Y. Z. Zhang and C. T. Lim, Wiley Interdiscip.
Rev.: Nanomed. Nanobiotechnol., 2010, 2, 510-525.

112 A. H. Gomoll, G. Filardo, L. de Girolamo, J. Esprequeira-
Mendes, M. Marcacci, W. G. Rodkey, R. ]J. Steadman,
S. Zaffagnini and E. Kon, Knee Surg. Sports Traumatol.
Arthrosc., 2012, 20, 450-466.

113 M. Yar, S. Shahzad, S. A. Siddiqi, N. Mahmood, A. Rauf,
M. S. Anwar, A. A. Chaudhry and I. Rehman, Mater. Sci.
Eng., C, 2015, 56, 154-164.

114 A. Nacer Khodja, M. Mahlous, D. Tahtat, S. Benamer,
S. Larbi Youcef, H. Chader, L. Mouhoub, M. Sedgelmaci,
N. Ammi, M. B. Mansouri and S. Mameri, Burns, 2013, 39,
98-104.

115 B. Lahooti, M. Khorram, G. Karimi, A. Mohammadi and
A. Emami, J. Biomed. Mater. Res., Part A, 2016, 104, 2544—
2553.

116 M. A. Amin and I. T. Abdel-Raheem, Arch. Pharmacal Res.,
2014, 37, 1016-1031.

117 M. J. Afshari, N. Sheikh and H. Afarideh, Radiat. Phys.
Chem., 2015, 113, 28-35.

118 B. V. Slaughter, S. S. Khurshid, O. Z. Fisher,
A. Khademhosseini and N. A. Peppas, Adv. Mater., 2009,
21, 3307-3329.

119 G. Sun, X. Z. Zhang and C. C. Chu, J. Mater. Sci.: Mater.
Med., 2008, 19, 2865-2872.

120 T. Ito, C. Yoshida and Y. Murakami, Mater. Sci. Eng., C,
2013, 33, 3697-3703.

121 P. Tirino, R. Laurino, G. Maglio, M. Malinconico,
G. G. d'Ayala and P. Laurienzo, Carbohydr. Polym., 2014,
112, 736-745.

122 S. H. Chen, C. T. Tsao, C. H. Chang, Y. T. Lai, M. F. Wu,
C. N. Chuang, H. C. Chou, C. K. Wang and K. H. Hsieh,
Mater. Sci. Eng., C, 2013, 33, 2584-2594.

123 1. Gibas, H. Janik and L. Dini, Przem. Chem., 2010, 89, 1622—
1626.

124 S. Anjum, A. Arora, M. S. Alam and B. Gupta, Int. J. Pharm.,
2016, 508, 92-101.

RSC Adv., 2018, 8, 7533-7549 | 7547


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c7ra13510f

Open Access Article. Published on 16 de febrer 2018. Downloaded on 29/1/2026 2:52:37.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

RSC Advances

125 D. Y. Wang, Y. P. Song, L. Lin, X. L. Wang and Y. Z. Wang,
Polymer, 2011, 52, 233-238.

126 X. L. Xu, G. Q. Zhou, X. J. Li, X. P. Zhuang, W. Wang,
Z. ]J. Cai, M. Q. Li and H. J. Li, Fibers Polym., 2016, 17,
205-211.

127 1. Armentano, M. Dottori, E. Fortunati, S. Mattioli and
J. M. Kenny, Polym. Degrad. Stab., 2010, 95, 2126-2146.

128 C. T. Tsao, C. H. Chang, Y. Y. Lin, M. F. Wu, ]J. L. Wang,
T. H. Young, J. L. Han and K. H. Hsieh, Carbohydr.
Polym., 2011, 84, 812-819.

129 H. Ueno, H. Yamada, I. Tanaka, N. Kaba, M. Matsuura,
M. Okumura, T. Kadosawa and T. Fujinaga, Biomaterials,
1999, 20, 1407-1414.

130 A. Kidane and P. P. Bhatt, Curr. Opin. Chem. Biol., 2005, 9,
347-351.

131 J. K. Tessmar and A. M. Gopferich, Adv. Drug Delivery Rev.,
2007, 59, 274-291.

132 D. S. Kohane and R. Langer, Pediatr. Res., 2008, 63, 487-
491.

133 C. C. Lin and K. S. Anseth, Pharm. Res., 2009, 26, 631-643.

134 J. S. Doyle, K. L. Buising, K. A. Thursky, L. J. Worth and
M. J. Richards, Semin. Respir. Crit. Care Med., 2011, 32,
115-138.

135 Y. Li, X. G. Chen, N. Liu, C. S. Liu, C. G. Liu, X. H. Meng,
L. J. Yu and ]. F. Kenendy, Carbohydr. Polym., 2007, 67,
227-232.

136 T. D. J. Heunis, C. Smith and L. M. T. Dicks, Antimicrob.
Agents Chemother., 2013, 57, 3928-3935.

137 T. R. Nimal, G. Baranwal, M. C. Bavya, R. Biswas and
R. Jayakumar, ACS Appl. Mater. Interfaces, 2016, 8, 22074—
22083.

138 J. H. Sung, M. R. Hwang, J. O. Kim, J. H. Lee, Y. I. Kim,
J. H. Kim, S. W. Chang, S. G. Jin, J. A. Kim, W. S. Lyoo,
S. S. Han, S. K. Ku, C. S. Yong and H. G. Choi, Int. J.
Pharm., 2010, 392, 232-240.

139 D. Zhang, W. Zhou, B. Wei, X. Wang, R. Tang, ]J. Nie and
J. Wang, Carbohydr. Polym., 2015, 125, 189-199.

140 M. Pulat, A. S. Kahraman, N. Tan and M. Gumusderelioglu,
J. Biomater. Sci., Polym. Ed., 2013, 24, 807-819.

141 M. Y. El-Naggar, Y. M. Gohar, M. A. Sorour and
M. G. Waheeb, J. Microbiol. Biotechnol., 2016, 26, 408-420.

142 J. I. Ngadaonye, L. M. Geever, K. E. McEvoy, J. Killion,
D. B. Brady and C. L. Higginbotham, Int. J. Polym. Mater.
Polym. Biomater., 2014, 63, 873-883.

143 M. Sinha, R. M. Banik, C. Haldar and P. Maiti, J. Porous
Mater., 2013, 20, 799-807.

144 A. A. Mahmoud and A. H. Salama, Eur. J. Pharm. Sci., 2016,
83, 155-165.

145 L. Profire, D. Pieptu, R. P. Dumitriu, O. Dragostin and
C. Vasile, Rev. Med.-Chir. Soc. Med. Nat. Iasi Rev. Med.-
Chir. Jassy, 2013, 117, 525-531.

146 S. Y. Ong, J. Wu, S. M. Moochhala, M. H. Tan and J. Lu,
Biomaterials, 2008, 29, 4323-4332.

147 M. Rai, A. Yadav and A. Gade, Biotechnol. Adv., 2009, 27, 76—
83.

148 J. S. Kim, E. Kuk, K. N. Yu, J. H. Kim, S. J. Park, H. J. Lee,
S. H. Kim, Y. K. Park, Y. H. Park, C. Y. Hwang, Y. K. Kim,

7548 | RSC Adv., 2018, 8, 7533-7549

View Article Online

Review

Y. S. Lee, D. H. Jeong and M. H. Cho, Nanomedicine, 2007,
3, 95-101.

149 P. K. Khanna, N. Singh, S. Charan, V. V. V. S. Subbarao,
R. Gokhale and U. P. Mulik, Mater. Chem. Phys., 2005, 93,
117-121.

150 J. Verma, J. Kanoujia, P. Parashar, C. B. Tripathi and
S. A. Saraf, Drug Delivery Transl. Res., 2017, 7, 77-88.

151 M. J. Hajipour, K. M. Fromm, A. A. Ashkarran, D. Jimenez
de Aberasturi, I. R. de Larramendi, T. Rojo,
V. Serpooshan, W. ]J. Parak and M. Mahmoudi, Trends
Biotechnol., 2012, 30, 499-511.

152 M. Y. El-Naggar, Y. M. Gohar, M. A. Sorour and
M. G. Waheeb, J. Microbiol. Biotechnol., 2016, 26, 408-420.

153 M. Jaiswal, V. Koul and A. K. Dinda, J. Appl. Polym. Sci.,
2016, 133, 43472.

154 A. F. Martins, J. P. Monteiro, E. G. Bonafe, A. P. Gerola,
C. T. P. Silva, E. M. Girotto, A. F. Rubira and E. C. Muniz,
Chin. Chem. Lett., 2015, 26, 1129-1132.

155 M. Yadollahi, S. Farhoudian and H. Namazi, Int. J. Biol.
Macromol., 2015, 79, 37-43.

156 P. Sacco, A. Travan, M. Borgogna, S. Paoletti and
E. Marsich, J. Mater. Sci.: Mater. Med., 2015, 26, 128.

157 B. S. Anisha, R. Biswas, K. P. Chennazhi and R. Jayakumar,
Int. J. Biol. Macromol., 2013, 62, 310-320.

158 N. J. Coleman, A. H. Bishop, S. E. Booth and
J. W. Nicholson, J. Eur. Ceram. Soc., 2009, 29, 1109-1117.

159 R. Y. Pelgrift and A. ]J. Friedman, Adv. Drug Delivery Rev.,
2013, 65, 1803-1815.

160 S. Nair, A. Sasidharan, V. V. D. Rani, D. Menon, S. Nair,
K. Manzoor and S. Raina, J. Mater. Sci.: Mater. Med., 2009,
20, 235-241.

161 P. T. S. Kumar, V. K. Lakshmanan, T. V. Anilkumar,
C. Ramya, P. Reshmi, A. G. Unnikrishnan, S. V. Nair and
R. Jayakumar, ACS Appl. Mater. Interfaces, 2012, 4, 2618-
2629.

162 V. H. Grassian, P. T. O'Shaughnessy, A. Adamcakova-Dodd,
J. M. Pettibone and P. S. Thorne, Environ. Health Perspect.,
2007, 115, 397-402.

163 R. Lieder, M. Darai, M. B. Thor, C. H. Ng, ]J. M. Einarsson,
S. Gudmundsson, B. Helgason, V. S. Gaware, M. Masson,
J. Gislason, G. Orlygsson and O. E. Sigurjonsson, J.
Biomed. Mater. Res., Part A, 2012, 100, 3392-3399.

164 C. C. Peng, M. H. Yang, W. T. Chiu, C. H. Chiu, C. S. Yang,
Y. W. Chen, K. C. Chen and R. Y. Peng, Macromol. BioscL.,
2008, 8, 316-327.

165 A. U. Khan, Int. J. Nanomed., 2012, 7, 2997-2998.

166 A. F. Martins, S. P. Facchi, J. P. Monteiro, S. R. Nocchi,
C. T. P. Silva, C. V. Nakamura, E. M. Girotto, A. F. Rubira
and E. C. Muniz, Int. J. Biol. Macromol., 2015, 72, 466-471.

167 S. Guo and L. A. DiPietro, J. Dent. Res., 2010, 89, 219-229.

168 H. Brem and M. Tomic-Canic, J. Clin. Invest., 2007, 117,
1219-1222.

169 E. Kiwanuka, J. Junker and E. Eriksson, Clin. Plast. Surg.,
2012, 39, 239-248.

170 B. Behm, P. Babilas, M. Landthaler and S. Schreml, J. Eur.
Acad. Dermatol. Venereol., 2012, 26, 812-820.

This journal is © The Royal Society of Chemistry 2018


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c7ra13510f

Open Access Article. Published on 16 de febrer 2018. Downloaded on 29/1/2026 2:52:37.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Review

171 G. Gainza, S. Villullas, J. L. Pedraz, R. M. Hernandez and
M. Igartua, Nanomedicine, 2015, 11, 1551-1573.

172 M. Hajimiri, S. Shahverdi, M. A. Esfandiari, B. Larijani,
F. Atyabi, A. Rajabiani, A. R. Dehpour, M. Amini and
R. Dinarvand, Drug Dev. Ind. Pharm., 2016, 42, 707-719.

173 J. S. Choi and H. S. Yoo, J. Biomed. Mater. Res., Part A, 2010,
95, 564-573.

174 W. Wang, S. Lin, Y. Xiao, Y. Huang, Y. Tan, L. Cai and X. Li,
Life Sci., 2008, 82, 190-204.

175 K. Obara, M. Ishihara, M. Fujita, Y. Kanatani, H. Hattori,
T. Matsui, B. Takase, Y. Ozeki, S. Nakamura, T. Ishizuka,
S. Tominaga, S. Hiroi, T. Kawai and T. Maehara, Wound
Repair Regen., 2005, 13, 390-397.

176 L. Guo, W. Wang, Z. P. Chen, R. Zhou, Y. Liu and Z. Yuan,
Sci. China: Chem., 2012, 55, 1781-1787.

177 M. P. Ribeiro, P. I. Morgado, S. P. Miguel, P. Coutinho and
1. J. Correia, Mater. Sci. Eng., C, 2013, 33, 2958-2966.

178 Y. J. Wu, J. F. Wang, P. G. Scott and E. E. Tredget, Wound
Repair Regen., 2007, 15, S18-S26.
179 J. S. Cha and V. Falanga, Clin. Dermatol., 2007, 25, 73-78.
180 M. Cherubino, J. P. Rubin, N. Miljkovic, A. Kelmendi-Doko
and K. G. Marra, Ann. Plast. Surg., 2011, 66, 210-215.
181 Y. ]J. Wu, L. Chen, P. G. Scott and E. E. Tredget, Stem Cells,
2007, 25, 2648-2659.

182 L. W. Chen, E. E. Tredget, P. Y. G. Wu and Y. J. Wu, PLoS
One, 2008, 3, e1886.

183 M. P. Lutolf, P. M. Gilbert and H. M. Blau, Nature, 2009,
462, 433-441.

184 D. T. Scadden, Nature, 2006, 441, 1075-1079.

185 D. O. Zamora, S. Natesan and R. J. Christy, J. Visualized Exp.,
2012, 64, 3624.

186 S. Chen, J. Shi, M. Zhang, Y. Chen, X. Wang, L. Zhang,
Z. Tian, Y. Yan, Q. Li, W. Zhong, M. Xing, L. Zhang and
L. Zhang, Sci. Rep., 2015, 5, 18104.

187 J. K. Wise, A. 1. Alford, S. A. Goldstein and ]. P. Stegemann,
Tissue Eng., Part A, 2014, 20, 210-224.

188 T. C. Tseng, L. Tao, F. Y. Hsieh, Y. Wei, I. M. Chiu and
S. H. Hsu, Adv. Mater., 2015, 27, 3518-3524.

189 J. Ding, Z. S. Ma, H. A. Shankowsky, A. Medina and
E. E. Tredget, Wound Repair Regen., 2013, 21, 448-455.

190 K. Ma, S. Liao, L. M. He, J. Lu, S. Ramakrishna and
C. K. Chan, Tissue Eng., Part A, 2011, 17, 1413-1424.

191 K. C. Rustad, V. W. Wong, M. Sorkin, J. P. Glotzbach,
M. R. Major, ]. Rajadas, M. T. Longaker
G. C. Gurtner, Biomaterials, 2012, 33, 80-90.

192 K. D. Xu, D. A. Cantu, Y. Fu, J. Kim, X. X. Zheng, P. Hematti
and W. J. Kao, Acta Biomater., 2013, 9, 8802-8814.

193 V. J. Nelson, M. F. K. Dinnunhan, P. R. Turner, J. M. Faed
and J. D. Cabral, Biomed. Mater., 2017, 12, 035012.

and

This journal is © The Royal Society of Chemistry 2018

View Article Online

RSC Advances

194 G. Bayramoglu, K. C. Akcall, S. Gultekin, E. Bengu and
M. Y. Arica, Macromol. Res., 2011, 19, 385-395.

195 A. C. Le Brenne, R. Jeffery, R. Poulsom, C. L. Tomasetto,
N. A. Wright, W. R. Otto and M. R. Alison, J. Pathol., 2011,
224, S25.

196 T. Debnath, S. Ghosh, U. S. Potlapuvu, L. Kona,
S. R. Kamaraju, S. Sarkar, S. Gaddam and L. K. Chelluri,
PLoS One, 2015, 10, €0120803.

197 N. C. Cheng, W. J. Lin, T. Y. Ling and T. H. Young, Acta
Biomater., 2017, 51, 258-267.

198 H. Liu, J. Ding, C. Wang, J. Wang, Y. Wang, M. Yang, Y. Jia,
Y. Zhang, F. Chang, R. Li and X. Chen, Tissue Eng., Part A,
2015, 21, 2733-2743.

199 M. Li, Q. F. Ke, S. C. Tao, S. C. Guo, B. Y. Rui and Y. P. Guo,
J. Mater. Chem. B, 2016, 4, 6830-6841.

200 D. B. Lu, B. Chen, Z. W. Liang, W. Q. Deng, Y. Z. Jiang,
S. F. Li, J. Xu, Q. N. Wu, Z. H. Zhang, B. Xie and
S. H. Chen, Diabetes Res. Clin. Pract., 2011, 92, 26-36.

201 S. Kern, H. Eichler, J. Stoeve, H. Kluter and K. Bieback, Stem
Cells, 2006, 24, 1294-1301.

202 K. Gonda, T. Shigeura, T. Sato, D. Matsumoto, H. Suga,
K. Inoue, N. Aoi, H. Kato, K. Sato, S. Murase, I. Koshima
and K. Yoshimura, Plast. Reconstr. Surg., 2008, 121, 401-
410.

203 H. Hosseinkhani, M. Hosseinkhani, A. Khademhosseini,
H. Kobayashi and Y. Tabata, Biomaterials, 2006, 27, 5836-
5844.

204 S. T. M. Nillesen, P. ]J. Geutjes, R. Wismans, J. Schalkwijk,
W. F. Daamen and T. H. van Kuppevelt, Biomaterials,
2007, 28, 1123-1131.

205 S. X. Chen, M. Zhang, X. B. Shao, X. Wang, L. Zhang,
P. C. Xu, W. Zhong, L. Zhang, M. Xing and L. Zhang, J.
Mater. Chem. B, 2015, 3, 6798-6804.

206 Y. Xiao, L. A. Reis, N. Feric, E. J. Knee, J. H. Gu, S. W. Cao,
C. Laschinger, C. Londono, J. Antolovich, A. P. McGuigan
and M. Radisic, Proc. Natl. Acad. Sci. U. S. A., 2016, 113,
E5792-E5801.

207 A. O. Abioye, S. Issah and A. T. Kola-Mustapha, Int. J.
Pharm., 2015, 490, 112-130.

208 L. Elviri, A. Bianchera, C. Bergonzi and R. Bettini, Expert
Opin. Drug Delivery, 2017, 14, 897-908.

209 J. O. Kim, J. K. Noh, R. K. Thapa, N. Hasan, M. Choi,
J. H. Kim, J. H. Lee, S. K. Ku and J. W. Yoo, Int. J. Biol.
Macromol., 2015, 79, 217-225.

210 N. Q. Tran, Y. K. Joung, E. Lih and K. D. Park,
Biomacromolecules, 2011, 12, 2872-2880.

211 X. M. Wu, ]J. Han, C. ]J. Branford-White and L. M. Zhu,
International Symposium on Fiber Based Scaffolds for Tissue
Engineering, Proceedings, 2008, pp. 211-213.

RSC Adv., 2018, 8, 7533-7549 | 7549


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c7ra13510f

	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing

	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing
	A functional chitosan-based hydrogel as a wound dressing and drug delivery system in the treatment of wound healing


