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Photodynamic therapy (PDT), as a non-invasive treatment, has received wide attention because of its high

selectivity and low side effects. However, traditional PDT is influenced by the excitation light source and

the light penetration depth is limited, which can only be used for superficial epidermal tumor treatment,

and it is still a great challenge for deep tumor treatment. In recent years, X-ray excitation photodynamic

therapy (X-PDT) using penetrating X-rays as an external excitation source and X-ray excited luminescent

nanoparticles (XLNP) as an energy transfer medium to indirectly excite photosensitizer (PS) has solved the

problem of insufficient penetration depth in tissues and become a research hotspot in the field of deep

tumor treatment. In this review, the recent research progress of nanoparticles for efficient X-PDT, listing

different types of XLNP and luminescence enhancement strategies. The loading method of PS is

highlighted to achieve efficient energy transfer by regulating the intermolecular distance between both

XLNP/PS. In addition, the water-soluble modification of XLNP surface is discussed and different hydrophilic

modification methods are proposed to provide reference ideas for improving the dispersibility and

biocompatibility of XLNP in aqueous solution. Finally, the therapeutic effects about X-PDT are discussed,

and the current challenges and future perspectives for its clinical applications are presented.
1. Introduction

Cancer is one of the deadliest diseases in the world. The tradi-
tional clinical treatment is based on surgical resection, supple-
mented by adjuvant treatments such as chemotherapy and
radiotherapy. However, chemotherapeutic drugs have toxic side
effects and high doses of X-ray radiation may cause damage to
normal tissues.1 Therefore, researchers are actively exploring new
therapeutic approaches to solve the current problems. Photody-
namic therapy (PDT) has the advantages of being less invasive,
shorter treatment time, and higher tissue selectivity. Moreover, it
has been approved for clinical use in the treatment of a wide range
of cancers due to its high safety and low toxicity to normal tissues
compared to chemotherapy and radiotherapy.2 Among them,
there are three key factors affecting the efficacy of PDT, which are
excitation light, oxygen content, and photosensitizer (PS). PS
produces cytotoxic reactive oxygen species (ROS), especially singlet
oxygen (1O2) under light irradiation in the appropriate wavelength
range leading to apoptosis or necrosis of tumor cells for thera-
peutic purposes.3,4 However, the absorption wavelength range of
PS used for conventional PDT is located in the ultraviolet (10–390
nm) or visible light (390–770 nm) region, and because the
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penetration depth of light in this wavelength range is very limited
in biological tissues (<5mm), this limits photodynamic therapy to
the treatment of tumors in supercial tissue areas and makes it
difficult to perform non-invasive treatment of deep or excessively
thick or large tumors.5 Notably, the near-infrared (NIR) biological
window is a tissue-transparent window located at about 780–
1100 nm, which can effectively avoid absorption and scattering by
biological tissues and has a strong penetrating ability. However,
for practical applications, due to the strong thermal effect of NIR,
NIR light can still only effectively penetrate 15 mm of tissue while
considering thermal effects and residual excitation energy.6

X-rays, as a highly penetrating electromagnetic wave, have the
advantage of unrestricted penetration depth in tissues compared
to ultraviolet, visible and near-infrared light. For this reason,
researchers have introduced X-rays as an excitation source for
photodynamic therapy, called X-ray excited photodynamic therapy
(X-PDT).7 Therefore, researchers introduced X-rays as an excitation
light source for photodynamic therapy, called X-ray excited
photodynamic therapy (X-PDT).7 However, since most of the PS
cannot absorb the energy of X-rays directly, only some high atomic
number X-ray excited luminescent nanoparticles (XLNP) can be
used as energy converters to convert the high-energy photons of X-
rays into low-energy photons such as UV/visible light to excite the
photosensitizers to produce ROS. The luminescence process of
XLNP can be summarized into three stages: (1) the conversion of
high-energy ionizing radiation to electron–hole pairs; (2) the
transfer of energy from the matrix to the luminescent central ion;
and (3) the luminescence process of the activated luminescent
RSC Adv., 2023, 13, 30133–30150 | 30133
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central ion.8 This part will be described in detail in a later paper. A
variety of XLNP have been developed, such as rare earth element-
based nanoparticles (LaF3, NaYF4, Gd2(WO4)3, etc.), metal–oxygen
(sulde) semiconductor nanoparticles (ZnO, ZnGa2O4:Cr

3+, etc.),
quantum dots (CdTe, CdSe, etc.), chalcogenides (CsPbBr3, Rb2-
CuBr3), metal–organic frameworks (MOF), and organic scintilla-
tors, etc.

In order to achieve efficient X-PDT treatment, an appropriate
amount of PS should be piggybacked onto the surface of XLNP,
and effective energy transfer from XLNP to PS should be achieved
through a uorescence resonance energy transfer (FRET) process.
However, the XLNP used should meet several conditions: (a) the
emission spectra of XLNP must match the absorption spectra of
PS, which are stably coupled to XLNP by optimizing the loading
strategy of PS to ensure effective activation of PS and more 1O2

production. (b) XLNP must have high luminescence efficiency
under X-ray excitation so that sufficient energy is available for PS
activation. (c) Water-soluble modication of the XLNP surface to
increase their dispersibility in water and ensure good biocom-
patibility. (d) XLNP and PS need to ensure low toxicity.9 There are
also materials based onmetal complexes and organic scintillators
that can be directly activated by X-rays, now called Radiodynamic
Therapy (abbreviated as RDT). They mainly perform energy
transfer in nanomaterials to produce 1O2, $O2, and $OH. Taking
directly activatable photosensitizers as an example, such as Cu-Cy,
achieving therapeutic effects usually requires a high dose of X-ray
irradiation, mainly due to the inefficient energy conversion that
does not allow an effective production of ROS. Since the ultimate
goal of X-PDT is clinical application, the targeted delivery of XLNP-
PS coupling system to tumor sites is crucial. Current research has
focused on the use of nanoparticles (NPs) as PS carriers to
enhance passive targeting. For passive targeting, NPs tend to have
a long cycle time and are more enriched in the tumor environ-
ment only through enhanced permeability and retention effect
(EPR).10,11 Therefore, increasing their active targeting function can
be considered by modifying the surface of NPs with various tar-
geting ligands, such as adding antibodies or antibody fragments
that recognize specic surface receptors on tumor cells to enhance
targeting uptake efficiency.

This paper reviews the recent advances in X-ray excited
luminescent nanoparticles for deep tumor therapy in PDT. The
types of X-ray excited luminescent nanoparticles, luminescence
principles, photosensitizer loading strategies, surface water-
soluble modication methods and photodynamic therapy
effects that have been reported in recent years are highlighted,
while the main issues and challenges regarding the current
deep tumor photodynamic therapy are discussed, and the
future directions of development are foreseen (Fig. 1).
2. Luminescent nanoparticles in X-
PDT
2.1 Principle of the role of XLNP and PS in PDT

The premise of efficient X-PDT is that XLNP can absorb a large
amount of X-ray energy and emit light that matches the
absorption spectrum of the photosensitizer.12,13 The action
30134 | RSC Adv., 2023, 13, 30133–30150
process of X-PDT is shown in Fig. 2: rstly, XLNP and photo-
sensitizers with mutually matching emission and absorption
spectra are selected, and PS is loaded onto the surface of XLNP
by covalent bonding or physical adsorption to obtain XLNP/PS
nanocomplex. Then, they are injected into the body and
actively targeted by targeting molecules to guide the lumines-
cent nanoparticle-photosensitizer coupling system to enrich at
the tumor site, and passively targeted by the EPR effect to enrich
at the tumor site.

When XLNP are radiated with X-rays, the most part of inci-
dent X-ray energy will be absorbed by XLNP and tissues, a little
part will be absorbed by photosensitizer, in the contrast, some
of the incident X-ray will penetrate the target tissue as well, the
portion of X-ray energy absorbed is highly related with the
incident X-ray energy. The XLNP will generate UV-Vis light upon
X-ray excitation, the energy is transferred to the photosensitizer
through the FRET process to produce photodynamic effect,
which can be divided into type I and type II reactions according
to the nature of the photosensitizer itself, and generates a large
amount of reactive oxygen species (ROS) that can efficiently
oxidize biomolecules (such as unsaturated fatty acids, proteins,
cell membranes and mitochondrial membranes, etc.), thus
inducing tumor cell apoptosis/necrosis.

In X-PDT, XLNP produce UV-visible light and two types of
reactions occur when the PS absorbs energy. The electron
transitions from the ground state (S0) to the excited singlet
state (S1).14 The excited state of the photosensitizer can decay
back to the ground state by emitting uorescence, a feature
that can be applied to bioimaging and photodetection. A part,
on the other hand, transfers the excited electrons to the triplet
excited state (T1) with a relatively long half-life by inter-system
scramble (ISC). This excited triplet state electron triggers the
photochemical reaction through two different (type I and type
II) pathways, as shown in Fig. 3. In the type I reaction, the PS
excited triplet state is involved in the electron transfer
process, interacting directly with the substrate (e.g., cell
membrane or molecules) to form radicals, and then inter-
acting with triplet oxygen (3O2) and water to produce super-
oxide anion (–O2), hydroxyl radical (–OH), and hydrogen
peroxide (H2O2), etc. In addition, in the type II reaction, the PS
excited triplet state can also undergo energy transfer directly
with oxygen (3O2) to generate cytotoxic singlet oxygen (1O2),
which contributes to apoptosis of tumor cells. Notably, type I
and type II reactions can occur simultaneously, and the ratio
of the two reactions depends on the nature of PS, the
substrate and oxygen concentration.15 Also, type II reactions
predominate in well oxygenated environments, while type I
reactions can occur under hypoxic conditions.
2.2 Physical process of luminescence of XLNP

The luminescence mechanism of XLNP can be summarized into
three stages: conversion, transmission and luminescence.
Taking lanthanide luminescent nanoparticles as an example, as
shown in Fig. 4, rstly, in the conversion phase, high-energy X-
ray photons interact with the lattice of XLNP through photo-
electric and Compton scattering effects, and generate a large
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 Application of nanoparticles in X-PDT: (a) nanoparticles as X-ray transmissionmedium, (b) water-soluble modification, (c) loading strategy
of photosensitizer, (d) treatment effect of X-PDT.68
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number of secondary electrons through electron pair effects
and Osher reactions, leading to the gradual thermalization of
hot electrons and holes generated in the process at the
conduction and valence band edges, respectively, and the
Fig. 2 Schematic diagram of luminescent nanoparticles as X-ray transm

© 2023 The Author(s). Published by the Royal Society of Chemistry
production of many electron–hole pairs.16–18 During the trans-
port phase, the luminescence centers perform successive trap-
ping of electrons and holes, such as the formation of ionic
vacancies, surface defects, or Frenkel defects. These defects may
ission medium applied to X-PDT.

RSC Adv., 2023, 13, 30133–30150 | 30135
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Fig. 3 Mechanism of XLNP indirect excitation of X-PDT.
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lead to energy loss in the form of non-radiative relaxation as
well as other mechanisms that reduce the luminescence
intensity, but also contribute to the aerglow. It is generally
believed that aerglow facilitates improved signal-to-noise
ratio, reduces tissue spontaneous-induced uorescence back-
ground interference, and produces high-contrast imaging,
which shows promising applications in biomedicine. Due to
thermal perturbation, the electron–hole pairs captured at the
defects are slowly released, and the electrons and holes are
transferred to the conduction band and valence band, respec-
tively, and then migrate toward the lanthanide element acti-
vator. In the nal luminescence stage, the excitation energy
level of the lanthanide activator achieves luminescence by
absorbing the energy released from the recombination of the
trapped electron–hole pairs through 5d–4f or 4f–4f transitions.

Combined with the luminescence principle of XLNP in
Fig. 4, the luminescence intensity of the material is directly
related to the X-ray absorption efficiency. The X-ray absorp-
tion coefficient (a) is the efficiency of the nanoscintillation
particle in absorbing the energy of incident X-ray photons
during the conversion phase and can be expressed by eqn
(1):19

a = rZ4/AE3 (1)

where r denotes density, Z is atomic number, A is atomic mass,
and E is X-ray photon energy. From the equation, it can be seen
Fig. 4 Schematic diagram of the luminescence process of XLNP. CB
lanthanide ions.

30136 | RSC Adv., 2023, 13, 30133–30150
that the selection of nanoscintillation particles with high
density (r) and high atomic number (Z) is favorable to improve
the absorption efficiency of X-rays and enhance their emission
intensity.
2.3 Types of luminescent nanoparticles

2.3.1 Rare earth element-based nanoparticles. Rare earth
ions have abundant ladder energy levels and can produce
luminescence in different wavelength bands from UV and
visible to near-infrared light by 4f–4f or 4f–5d transitions.20

Among them, X-ray excited lanthanide nanoscintillation parti-
cles with narrow spectral lines, pure chromaticity and long
uorescence lifetime are used in bioimaging and X-PDT
therapy. At present, various nanoscintillation particles have
been successfully synthesized by doping lanthanides into
different host matrices, mainly including rare earth metal
uorides (LaF3, CeF3, GdF3, etc.), alkali metal uorides of rare
earth metals (NaYF4, NaLuF4, etc.), rare earth metal oxides
(Y2O3, Tb2O3, etc.), rare earth metal sulde oxides (Gd2O2S) and
rare earth metal tungstate (Gd2(WO4)3), etc.

The nature of the nanoparticle host matrix and its interac-
tion with the dopant ions have a great inuence on the lumi-
nescence efficiency. The direct choice of the host matrix
determines the distance between the dopant ions, their relative
spatial position and coordination number.21–23 The ideal host
matrix material should have a low lattice phonon energy that
minimizes nonradiative relaxation and maximizes radiative
emission. For example, some heavy halides such as chlorides,
bromides, and iodides usually exhibit low phonon energies
below 300 cm−1. However, they are hygroscopic and have
limited use. Oxides have high chemical stability, but they have
relatively high phonon energies, typically greater than
500 cm−1, due to the stretching vibrations of the host lattice. In
comparison, uoride materials have low lattice phonon ener-
gies (∼350 cm−1) and exhibit high luminescence efficiency and
long lifetime of the excited state when doped with lanthanide
ions.24 For rare earth metal uorides, they can be prepared by
well-established and simple chemical synthesis methods such
as co-precipitation, solvent/hydrothermal and thermal
, conduction band; VB, valence band. ET, energy transfer between

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 (a) Schematic diagram of the structure of mesoporous LaF3:Tb-RB nanocomposites and their application in PDT; (b) TEM images of
mesoporous LaF3:Tb nanoparticles, (c) SEM images; (d) HR-TEM images and SAED images; (e) UV and X-ray excitation of LaF3:Tb nanoparticles
with different concentrations of Tb3+ doped luminescence intensity; (f) characterizations of mesoporous LaF3:Tb ScNPs with varied Tb3+ doping
ratio corresponding XRD patterns; (g) decrease of emission intensity of DPBF treated with LaF3:Tb ScNPs, RB, and LaF3:Tb-RB nanocomposites,
respectively, after different irradiation time.26
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decomposition methods, which enable controlled adjustment
of their particle size, shape, crystalline phase and chemical
composition. Moreover, this type of nanoparticles has excellent
photostability and low toxicity. These properties make it
promising for medical imaging and X-PDT therapy. In 2006,
Chen et al.7 rst proposed X-ray excited scintillation nano-
particles loaded with photosensitizers to be used as in vivo
reagents for photodynamic therapy. They attached particles
such as LaF3:Ce

3+ and LuF3:Ce
3+ to porphyrin-based photosen-

sitizers by covalent bonding and delivered the photosensitizers
to the treatment site using a folic acid modied targeting group.
The X-ray irradiated nanoscintillators emit ultraviolet light and
activate the coupled photosensitizers, producing 1O2 to kill
cancer cells. This study is an innovative proposal to attach
scintillation nanoparticles to a photosensitizer, enabling
photodynamic therapy without the use of an external light
source. In 2008, Chen's group reported on the synthesis of X-ray
excited LaF3:Ce

3+,Tb3+ NPs.25 During the synthesis, water-
soluble LaF3:Tb

3+/AA11 NPs with diameters of 15–20 nm were
prepared by adding H2N–(CH2)10–COOH (AA11) chains as
stabilizers. Luminescence intensity compared to LaF3:Tb. This
may be due to the fact that the coating of AA11 layer on the
nanoparticle surface can reduce the X-ray excited uorescence
quenched and enhance the luminescence intensity of the
nanoparticles.

The high efficiency of energy transfer between the lumines-
cent nanoparticles and the photosensitizer is more effective in
activating the photosensitizer, producing more 1O2 and
© 2023 The Author(s). Published by the Royal Society of Chemistry
improving the efficiency of X-PDT. For example, Tang et al.26

synthesized mesoporous LaF3:Tb
3+ NPs by hydrothermal

method. As seen from the TEM and SEM images in Fig. 5b–d,
the synthesized nanoparticles are uniform in size, regular
hexagonal or spherical in shape, and exhibit an obvious porous
structure with an average particle size of about 38.9 nm.
Although LaF3:Tb

3+ NPs were synthesized The LaF3:Tb
3+ NPs

were prepared by a simple hydrothermal method without the
use of catalysts, surfactants or templating agents in the
synthesis process. However, the nanoparticles are highly stable
in water due to the presence of a large amount of unsaturated
Ln3+ on their surface, which makes them positively charged.
The obtained nanoparticles also exhibited good water disper-
sion and stability. The optimized LaF3:Tb

3+ NPs can emit
intense green light under both UV and X-ray excitation. As
shown in Fig. 5e, the X-ray excitation uorescence intensity of
LaF3:Tb

3+ NPs reached the maximum when the doping
concentration of Tb3+ reached 10%. In Fig. 5f, the XRD analysis
results of the samples with different percentages of Tb3+ doping
are consistent with the pure hexagon of LaF3. RB was attached
to LaF3:Tb

3+ NPs by a porous loading method to enhance the
uorescence resonance energy transfer (FRET) efficiency (up to
more than 85%). Under X-ray irradiation, a large amount of 1O2

was generated, and the LaF3:Tb-RB nanocomposites showed
increased 1O2 production compared to RB alone (Fig. 5g). It
demonstrated the great potential of this system for PDT treat-
ment of deep tumors.
RSC Adv., 2023, 13, 30133–30150 | 30137
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Fig. 6 (a) TEM images of NaLuF4:Tb@NaYF4 NPs; (b) radioluminescence emission spectra of NaLuF4:Tb@NaYF4 NPs after 50 kV stop X-ray
irradiation for 0.5–168 h or 30 days; (c) mechanism of sustained luminescence of Tb3+-doped NaLuF4 NPs; (d) variation of radioluminescence
intensity with time for NaLuF4:Tb and NaLuF4:Tb@NaYF4 nanocrystals at 546 nm as a function of time; (e) afterglow decay curves of different
phosphors after 50 kV X-ray excitation; (f) generation of Frenkel trap states in NaLuF4 lattice under X-ray irradiation. The small fluoride ions (F−)
then migrate from the lattice to the interstitial sites. This leads to the production of many fluoride vacancies (VF) and interstitials (IF) and is
accompanied by the capture of high-energy electrons (e−) at the defects.28
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The luminescence efficiency can also be enhanced by
building multilayer core–shell structures in synthetic lumines-
cent nanomaterials to extend the energy diffusion distance and
reduce uorescence quenched, and it can also extend the
luminescence lifetime to achieve sustained luminescence.27

Sustained luminescence can continue to emit light for minutes
or even hours aer the excitation light source is turned off, is
not disturbed by background uorescence, has a low signal-to-
noise ratio, and the material can generate ROS long aer exci-
tation, making it suitable for use in high-contrast bioimaging
and X-PDT. For example, Ou et al.28 synthesized NaLuF4:-
Tb@NaYF4 NPs using a co-precipitation method, and TEM
images showed that their average particle size was 27 nm with
regular morphology and uniform distribution (Fig. 6a). Under
the excitation of a 50 kV X-ray source (Fig. 6b), their radio-
luminescence was measured and showed three typical emission
peaks attributed to the 5D4 /

7F4 (584 nm), 5D4 /
7F5 (546 nm)

and 5D4 /
7F6 (489 nm) transitions. In addition, the aerglow

properties of NaLuF4:Tb@NaYF4 NPs were tested, and the
luminescence persisted for more than 30 days aer the X-ray
excitation stopped (Fig. 6b, bottom). And in comparison with
commercial scintillators and conventional long aerglow
phosphors, NaLuF4:Tb@NaYF4 NPs showed stronger X-ray
induced emission and aerglow luminescence (Fig. 6e). The
mechanism of their sustained luminescence is proposed in
Fig. 6c and f. In NaLuF4:Tb@NaYF4 NPs, Lu atoms produce
many high-energy electrons aer absorbing X-ray energy, which
30138 | RSC Adv., 2023, 13, 30133–30150
form electron traps (E traps) and hole traps (H traps) in the
nanocrystals by elastic collisions of large momentum X-ray
photons with small uorine ions and trap thermalized low-
energy electrons and holes. When the excitation source is
turned off, the electrons and holes in the traps escape to the
conduction and valence bands, and electron–hole pair com-
pounding occurs to release energy, which results in continuous
luminescence of XLNP. Among them, the energy and number of
traps will directly determine the intensity and duration of the
remaining glow. Secondly, the effective isolation of the activator
from the surface quencher by encapsulating the NaYF4 inert
shell can alleviate the quenched of X-ray energy trapped on the
surface of the nanocrystal. NaLuF4:Tb@NaYF4 NPs are
composed of a core formed by a lanthanide-doped matrix and
some non-rare earth-doped inert shells. Such heavy metal-
containing core–shell nanomaterials have strong X-ray block-
ing and absorbing effects, and thus can be used as X-ray excited
luminescent materials in PDT. However, more in vitro/in vivo
experiments are needed to conrm the practicality of X-ray
excited PDT therapy.

Furthermore, Xie et al.29 reported a SrAl2O4:Eu
2+ (SAO)

nanoparticle-mediated X-ray induced photodynamic in vivo treat-
ment of cancer. As shown in Fig. 7a and b, SrAl2O4:Eu

2+ (SAO) was
rstly obtained from nanowires by carbon reduction reaction by
vapor phase deposition, and particles with a particle size of about
80 nm were obtained by grinding, settling and centrifugation.
Then a layer of dense silica and mesoporous silica were coated on
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 (a) Schematic diagram of X-PDT of SAO@SiO2-MC540 nanocomposites; (b) TEM images of SAO@SiO2 nanoparticles; (c) representative
tumors after X-PDT photograph; (d) cell viability of U87MG after different treatments.29

Review RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

6 
d’

oc
tu

br
e 

20
23

. D
ow

nl
oa

de
d 

on
 1

8/
2/

20
26

 1
6:

03
:4

7.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
its surface, respectively, and then Merocyanine 540 (MC540) was
loaded into the mesopores (noted as M-SAO@SiO2), and the ob-
tained SAO with a particle size of about 407.4 ± 152.5 nm. In in
vitro and in vivo assays, it was found that low dose X-ray (0.5 Gy)
irradiation could signicantly decrease cell viability by 62.0 ±

9.0%. And signicant tumor growth arrest and even atrophy were
observed in a mouse U87MG xenogra model, while normal
tissues were unaffected (Fig. 7c and d). Since SAO nanoparticles
are highly hydrolytic, the treated SAO nanoparticles were decom-
posed into low-toxic ions for removal from the host body without
other side effects arising.

2.3.2 Metal-sulfur/oxide semiconductor nanoparticles. In
addition to rare earth element-based nanoscintillation parti-
cles, some metal-sulfur/oxide semiconductor nanoparticles
can also be excited by X-rays to produce specic wavelengths
of light to activate photosensitizers to produce reactive
oxygen species (ROS) for photodynamic therapy. For example,
ZnO nanoparticles can be excited by X-rays to emit intense
uorescence and their emission wavelength range matches
the absorption spectrum of porphyrin-based photosensitizers
for X-PDT therapy. Chen et al.25 prepared ZnO nanoparticles,
which were conjugated with porphyrin-derived photosensi-
tizers (MTAP) aer surface modication treatment for PDT
deep tumor therapy. It was found that the energy transfer
efficiency from ZnO nanoparticles to MTAP was as high as
© 2023 The Author(s). Published by the Royal Society of Chemistry
83%. The ZnO-MTAP coupled system had lower cytotoxicity
under dark conditions compared to single MTAP and ZnO.
Later, Chen et al. further investigated the long aerglow
properties of ZnS:Cu,Co NPS on this basis and compared the
aerglow luminescence intensity at different Cu2+ and Co2+

doping concentrations.30–33 It was found that the aerglow
luminescence intensity of ZnS NPs excited by X-rays was the
strongest when the Cu2+ doping concentration was 0.07% and
the Co2+ doping concentration was 0.03%, showing efficient
energy transfer efficiency and long-lasting aerglow proper-
ties. Even aer the X-ray excitation is stopped, this aerglow
can still be used as a long-lasting light source for PDT, which
greatly reduces the dose and irradiation time of X-ray use.
Moreover, ZnS:Cu,Co-TbRrh123 can kill nearly 60% of PC3
cells under 2 Gy X-ray irradiation, indicating that the
composite system has good therapeutic effects.

Moreover, ZnGa2O4:Cr
3+ (ZGC) is considered as a persis-

tent luminescent material that avoids tissue autouorescence
interference, has a cubic spinel structure, can be excited by X-
rays, and shows considerable promise for in vivo imaging and
tumor therapy.34–36 Shi et al.37 reported that Zn3Ga2GeO8:-
Cr3+,Yb3+ with persistent luminescent properties. Er3+ NPs
combined with mesoporous silicates as a novel nano-
therapeutic agent for imaging and treatment of in situ liver
tumors.37Monodisperse, uniform particle size
RSC Adv., 2023, 13, 30133–30150 | 30139
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Fig. 8 Schematic diagram of (a) X-ray-induced sustained luminescence for ultrasensitive imaging and effective inhibition of in situ liver tumors;
(b) TEM images of mZGGOs; (c) HR-TEM images of mZGGOs; (d) EDS elemental scan images of mZGGOs; (e) sustained luminescence imaging of
isolated organs at 24 h after injection of Si-Pc@PEG-mZGGOs; (f) emission spectra of mZGGOs nanoparticles; (g) afterglow decay curves of
mZGGOs after X-ray excitation; (h) HepG2 cell viability of PBS, ZGGO, Si-PC and Si-PC@PEG-mZGGOs after X-ray irradiation.37

RSC Advances Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

6 
d’

oc
tu

br
e 

20
23

. D
ow

nl
oa

de
d 

on
 1

8/
2/

20
26

 1
6:

03
:4

7.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
Zn3Ga2GeO8:Cr
3+,Yb3+,Er3+ (mZGGOs) spherical nano-

particles were prepared by mesoporous silica template
method. As shown in Fig. 8b–d, the nanoparticles have a size
of about 100 nm, regular morphology, and uniform distri-
bution of each constituent element. When the excitation of
the X-ray light source was stopped, mZGGOs produced
persistent luminescence in the near-infrared at 706 nm (as
shown in Fig. 8f and g). The mechanism of persistent lumi-
nescence according to Cr3+-doped Zn3Ga2GeO8 suggests Cr3+

would generate a narrow-band emission (700 nm) due to the
spin-forbidden 2E / 4A2 transition, or a broadband emission
(650–1600 nm) due to the spin-allowed 4T2 /

4A2 transition,
which strongly depends on the environment of the host
lattices. By loading silicon phthalocyanine (Si-PC) photosen-
sitizer, mZGGOs can effectively excite the photosensitizer to
produce 1O2 to kill cancer cells by X-ray irradiation. Under the
same conditions, the Si-PC@PEG-mZGGOs plus X-ray irradi-
ation group showed a signicant decrease in cell viability in
the presence of X-ray irradiation compared with the PBS,
mZGGOs and Si-PC groups (as in Fig. 8h), indicating that only
uorescence-mediated X-PDT could effectively induce HepG2
cell death. In Fig. 8e, Si-PC@PEG-mZGGOs nanoparticles
were injected intravenously into in situ tumor-bearing mice,
and a strong sustained luminescence signal was still detected
in the isolated liver tumor region 24 hours aer injection.
Imaging of in situ liver tumors in vivo demonstrated that Si-
30140 | RSC Adv., 2023, 13, 30133–30150
PC@PEG-mZGGOs nanocomplexes could aggregate in liver
tumors through a passive targeting mechanism. Under
imaging guidance, X-PDT can effectively accumulate in the
tumor region and inhibit the growth of in situ liver tumors in
vivo with few side effects. Overall, X-ray induced sustained
luminescence promotes ultrasensitive imaging and effective
inhibition of in situ liver tumors.

2.3.3 Quantum dots. In recent years, quantum dot QDs
(e.g., CdTe, CdSe, etc.) have attracted a lot of attention from
researchers due to their special optical properties, including
strong absorbance and photothermal effects.38 Due to the
deep penetration depth of X-rays, it can be combined with
QDs as a radiosensitizer to treat deep tumors by PDT. Yang
et al.39 reported a quantum dot (QDs) that can be excited with
X-rays of MeV energy, consisting of a CdSe core and a ZnS
shell layer with a particle size of only 2.1 nm (Fig. 9a). They are
conjugated to the photosensitizer PhotoFrin by forming
amide bonds to form QD–Photofrin complexes. Under X-ray
irradiation at 6 MeV and 100–600 cGy min−1, the number of
visible photons produced by QDs was linearly related to the
irradiation dose (Fig. 9c). The energy transfer from QDs to
Photofrin is highly efficient and takes place via FRET. The
efficiency of the FRET process also increases with the
Photofrin/QD ratio. As shown in Fig. 9d, the emission of QDs
was completely burst when the molar ratio reached 20 : 1. In
the case of synthesis with a Photofrin/QD ratio of 291 : 1, the
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 9 (a) Structural diagram of QD–Photofrin; (b) H460 cell survival curve; (c) variation of the number of photons generated by quantum dots
with irradiation dose rate; (d) luminescence properties of QD and QD–Photofrin under 6-MV X-ray irradiation.39
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energy transfer efficiency is close to 100%. As shown in
Fig. 9b, the combined X-ray/QD–PhotoFrin treatment
enhanced H460 cell killing compared to irradiation alone.
Therefore, this novel complex of quantum dots and photo-
sensitizers is of great reference importance in clinical
applications.

To address the problems of limited light penetration depth
and lack of bacterial specicity of non-antibiotics, Pan et al.
prepared a novel nanocarrier VAN-GQDS/PPIX complex.40 As
shown in Fig. 10a, the complex consists of graphene oxide
quantum dots (GQDs), specic bacterial targeting ligands VAN
and PPIX, and can be activated by X-rays with bacterial-specic
toxicity. Among them, GQDs can carry bacterial targeting
ligands (VAN) and radiosensitizers (PPIX) to increase the PPIX/
VAN ratio in bacteria, thus reducing systemic toxicity, and also
enhance X-ray induced PPIX to produce more reactive oxygen
species and enhance bactericidal ability (Fig. 10b). In addition, the
VAN-GQDS/PPIX complex showed even more sustained antibac-
terial effect for 7 days with at least 7 rounds of repeated dosing
within a week (Fig. 10c). This study used a low dose of X-rays to
effectively activate the VAN-GQDS/PPIX complex to exert its
bactericidal effect on E. coli without causing damage to normal
cells. These results suggest that the VAN-GQDS/PPIX complex is
a suitable vehicle for X-ray triggering with specic toxicity against
deep-seated bacteria.
© 2023 The Author(s). Published by the Royal Society of Chemistry
3. Water-soluble modification of
nanoparticle surface and loading
strategy of photosensitizer

Despite the irreplaceable optical properties of luminescent
nanoparticles for applications such as bioimaging and cancer
therapy, their application in biomedical elds still faces many
challenges. In particular, almost all high-performance and
monodisperse NPs are currently synthesized from oleic acid or
oleylamine ligands, which makes NPs unusable for most
biomedical applications in aqueous environments.41,42 Therefore,
in order to be useful in practical applications, NPs need to be well
dispersed in aqueous solutions, which requires water-soluble
modication of their surfaces to give them hydrophilic proper-
ties. Some common water-soluble surfactants include EDTA, PEI,
PAA, AEP, etc.Water-soluble modication of NPs by hydrothermal
or solvothermal methods has been performed in the past, but
their application in organisms is hindered by their large size.
Nowadays, researchers have innovatively proposed the following
methods to modify the original hydrophobic surface of NPs to
make them better used in different biomedical elds. Commonly
used methods are ligand surface engineering to improve the
hydrophilicity of NPs, such as ligand removal, ligand exchange,
and ligand oxidation. The surface can also be silylated or coated
with amphiphilic polymers.
RSC Adv., 2023, 13, 30133–30150 | 30141
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Fig. 10 (a) Preparation and structural composition of VAN-GQDS/PPIX complex; (b) extracellular reactive oxygen species content of different
samples was determined by DPBF fluorescent probe; (c) sustained antibacterial effect of VAN-GQDS/PPIX complex against E. coli after 7 rounds
of repeated administration and 24 h of X-ray irradiation.40
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3.1 Water-soluble modication of nanoparticle surfaces

3.1.1 Ligand removal. For hydrophobic oleic acid ligand-
covered NPs, direct removal of surface reagents is the
simplest method for hydrophilic modication. As shown in
Fig. 11a, there are two main routes: (1) acidic treatment of OA-
covered NPs on the surface with 0.2 M HCl solution for about
2 h. Under acidic conditions (pH < 4), HCl can protonate the
carboxylic acid group of OA, which leads to its removal from the
surface of NPs, and ligand-free and water-dispersed NPs can be
obtained.43 (2) Substitution of OA with BF4

− in sodium nitro
tetrauoroborate (NOBF4) stabilizes NPs in various polar and
hydrophilic media.44 The ligand-free NPs prepared by these two
methods can facilitate conjugation with hydrophilic biomole-
cules such as –COOH, –SO3H, and –PO3H, and these biomole-
cules are well coordinated to the lanthanide ions on the surface
of the NPs.45

3.1.2 Ligand exchange. Ligand exchange is one of the most
commonly used and effective methods in ligand engineering. As
shown in Fig. 11b, two pathways are known to achieve ligand
30142 | RSC Adv., 2023, 13, 30133–30150
exchange, one in which the new ligand replaces the original
ligand in one step; the other is a two-step substitution in which
the OA is stripped by using NOBF4 or treated with HCl in
a strong acid method to produce ligand-free and water-
dispersible particles. Then, it is re-covered with hydrophilic
ligands. Various hydrophilic ligands, such as small molecules,
polymers or macromolecules (citrate,46 phosphate,47 polyacrylic
acid,48 polyethyleneimine,49 etc.) have been successfully used to
modify the surface of NPs. For example, Satu Lahtinen et al.50

removed OA from the surface of UCNPs by NOBF4 ligand
exchange and then incubated UCNPs in polyacrylic acid (PAA)/
water solution to completely coat the surface with PAA to
obtain highly dispersed nanoparticles for use in upconversion
correlation spectroscopy (UCCS) homogeneous immunoassays
of thyroid-promoting hormones. In UCCS measurements, the
surface-modied UCNPs exhibited good dispersion even when
plasma samples were used. And the efficiency of ligand
exchange was improved by optimizing the particle size and
shape of UCNPs. However, it was found that the luminescence
intensity of almost all the NPs modied by small molecule
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 11 Common methods for water-soluble modification of NPs surfaces: (a) ligand removal; (b) ligand exchange; (c) ligand oxidation; (d)
surface silanization; (e) amphiphilic polymer coating.
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ligands was dramatically reduced in aqueous solvents. In
contrast, NPs coated with NaYF4 did not show this phenom-
enon. However, the effect of small molecule coating on
quantum yield and luminescence decay time has not been
systematically investigated.

3.1.3 Ligand oxidation. Ligand oxidation is a simple but
not universal method. The unsaturated carbon–carbon double
bond of oleic acid or oleylamine is selectively generated into
carboxyl or epoxy groups by using oxidizing agents. Common
Fig. 12 Loading strategy of photosensitizer: (a) physical loading; (b) cov

© 2023 The Author(s). Published by the Royal Society of Chemistry
oxidants include Lemieux-von Rudloff reagent, ozone, etc.51 The
formation of reactive groups through ligand oxidation results in
enhanced dispersion of NPs in water (Fig. 11c). Also, it is
possible to conjugate with other therapeutic drugs on the
surface of NPs to be able to accomplish drug delivery. Or
conjugated with polyethylene glycol to improve their biocom-
patibility. However, since only ligands containing unsaturated
carbon–carbon bonds can be oxidized. Therefore, themethod of
ligand oxidation is not universal.
alent bonding; (c) mesoporous silica loading.

RSC Adv., 2023, 13, 30133–30150 | 30143
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Fig. 13 (a) Schematic design strategy of CeF3:Gd
3+,Tb3+ NPs applied to X-PDT; (b) DLS analysis of the particle size distribution of CGT and CGTS

nanoparticles in PBS; (c) morphology of CeF3:Gd
3+,Tb3+ NPs; (d) HRTEM image of CeF3:Gd3+,Tb3+ NPs; (e) mesoporous silica-coated CeF3:-

Gd3+,Tb3+ NPs morphology; (f) HRTEM images of mesoporous silica-coated CeF3:Gd3+,Tb3+ NPs; (g) XRD patterns of CeF3:Gd3+,Tb3+ NPs and
CeF3:Tb

3+ NPS; (h) SOSG method to measure single-linear state oxygen generation; (i) in 4T1 cell in vitro SOSG, after incubation of cells with
CGTS-Rb NPs, X-ray irradiation resulted in effective intracellular generation of singlet oxygen, as evidenced by enhanced fluorescence.67
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3.1.4 Surface silanization. Surface silanization is one of the
most commonly used methods for water-soluble modication
of hydrophilic NPs by hydrolysis and condensation of tetraethyl
orthosilicate (TEOS) in a mixture of ethanol/water/ammonia. A
thin silica shell is deposited on the surface of NPs (Fig. 11d).
Silica is chemically stable, non-toxic and highly biocompatible,
and its silanol-containing surface can be further modied by
carboxyl groups, amino groups, etc.52–54 In addition, the silica
shell layer can avoid direct contact of NPs with the in vivo
environment, reducing cytotoxicity and improving the stability
of NPs.

3.1.5 Amphiphilic polymer coatings. In this approach,
molecules containing hydrophobic long alkyl chains are coated
on NPs containing OA on the surface, and since the OA-
modied NPs are hydrophobic, the hydrophobic groups in the
amphiphilic molecules form a stable bilayer structure with the
hydrophobic OA layer through van der Waals interactions.55 In
which the hydrophilic groups point outward from the surface of
30144 | RSC Adv., 2023, 13, 30133–30150
the modied NPS and the hydrophobic tails are inserted
between the oleate chains, ensuring the dispersion of the NPs in
aqueous solutions (Fig. 11e). For example, S. J. Budijono et al.56

in order to make rare earth ion doped NaYF4:Yb
3+, Er3+ UCNPs

stable and well dispersed in serum media. Two polymer surface
modication methods for UCNPs were compared, one is direct
ligand exchange of polyacrylic acid (PAA); the second one uses
three block copolymers: poly(ethylene glycol)-block-poly-
caprolactone (PEGB-PCL), poly(ethylene glycol)-block-poly(lactic
acid)-poly(glycolic acid) (PEG-b-PLGA) and poly(ethylene glycol)-
block-poly(lactic acid) (PEG-b-PLA) were coated on the surface of
UCNPs to form a dense PEG layer. Both surface modication
methods were found to disperse UCNPs in water, but the PEG
surface-coated UCNPs exhibited better stability in buffer and
serum media. This strategy of polymer modication of NPs
provides strong support for bioimaging and photodynamic
therapy.
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 14 (a) Schematic representation of the preparation process of RGD-ZSM-RB nanocoupled system and RGD-ZSM-RB mediated X-PDT
mechanism; (b) TEM images of ZSM; (c) DLS analysis of the particle size distribution map of ZSM nanoparticles in water; (d) emission spectra of
ZSM and absorption spectra of RB; (e) photographs of 5 different subgroups of tumors (scale bar 1 cm); (f) western blot analysis to demonstrate
the effect of X-PDT on DNA and membrane lipids; (g) single-cell electrophoresis (scale bar, 25 mm) to assess DNA damage (dashed circles); (h)
cell survival test after RT or X-PDT treatment.68
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3.2 Loading strategy of photosensitizer

In order to achieve efficient X-PDT therapeutic effects, efficient
energy transfer between X-ray excited nanoparticles and
photosensitizers is essential. Conjugation of nanoparticles with
photosensitizers by suitable loading means can signicantly
increase the FRET efficiency and thus improve the performance
of nanocomplexes. To maximize FRET efficiency, in the accor-
dance of FRET formula: E = 1 − FD/FDA, where FD and FDA are
the corresponding luminescence intensities of the donors
(XLNP) in the absence and presence of the acceptor (photo-
sensitizer) at the same donor concentration, which is highly
related to the distance between donors and acceptors, as well as
spectrum matching of donors and acceptors. To minimize the
distance between donors and acceptors, the surface modica-
tion strategy and photosensitizer conjugation strategies are
essential.

3.2.1 Physical loading. The physical loading of photo-
sensitizers generally relies on two pathways, namely polymer
wrapping and electrostatic adherence.57,58 Polymer wrapping
is a way by which the photosensitizer molecules can be
modied to the surface of the nano through interactions such
as van der Waals forces between the photosensitizer and the
polymer(Fig. 12a). Usually, nanoparticles are coated with
a layer of hydrophobic oil solvent (e.g., oleic acid, oleylamine,
etc.) on the surface aer synthesis to form a hydrophobic
© 2023 The Author(s). Published by the Royal Society of Chemistry
layer. The photosensitizer is adsorbed onto the nanoparticles
by hydrophobic interactions, and then the surface is water-
solubly modied and uniformly dispersed in the aqueous
phase using hydrophilic polymers such as polyethyleneimine,
PEG, chitosan, etc.59 This method can adsorb more photo-
sensitizer molecules and reduces the intermolecular distance
between the photosensitizer and nanoparticles to improve the
energy transfer efficiency. However, the concentration of
loaded photosensitizer is too high and may also reduce the
production of 1O2.60 Electrostatic adherence is achieved by
using the interaction between molecules with opposite
charges. However, this method is tedious and not easily
controlled, and usually results in lower 1O2 yields.

3.2.2 Covalent bonding. In vivo PDT therapy needs to be
performed in a complex physiological microenvironment,
which requires the prepared nanocomplexes to maintain their
good stability in vivo. Therefore, a covalent bonding strategy was
proposed, which utilizes the direct chemical bonding of groups
in the photosensitizer (e.g., carboxyl, amino, etc.) to functional
groups on the nanoparticle surface.61 This method ensures the
stability of the photosensitizer on the nanoparticle surface, in
addition to the bonding for PS, allows the attachment of some
antibody fragments to enhance its targeting function. In addi-
tion, the covalent bonding has higher selectivity, enables the
loading of a wide range of PSs, and can modulate the distance
between NPs and PS molecules to improve the energy transfer
RSC Adv., 2023, 13, 30133–30150 | 30145
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efficiency (Fig. 12b). However, its application is limited to in
vitro studies because PS payloads achieved using covalent
bonding are usually relatively small.

3.2.3 Mesoporous silica loading. Mesoporous silica has
a porous structure with a high specic surface area (Fig. 12c),
which can load more photosensitizer molecules by physical
adsorption and can modulate the distance between nano-
particles and photosensitizers to achieve an efficient energy
transfer system.62,63 In addition, silica matrix has good
biocompatibility and is oen widely used as a drug carrier.
However, the silica matrix is negatively charged, and the
method is suitable for cationic and hydrophilic photosensitizer
loading. And there is also a possibility that the photosensitizer
may leak out of the pores during in vivo PDT treatment, which
affects the therapeutic effect.
4. Treatment effect of X-PDT

X-PDT is an emerging strategy for the treatment of cancer, using
highly penetrating X-rays as an external excitation source
instead of traditional UV or visible light excitation, capable of
treating deep tumors, and is a highly specic, non-invasive
treatment. This treatment is safer and has fewer side effects
on normal tissues than chemotherapy (CT) and radiotherapy
(RT), which are based on the mechanism of using high-energy
X-rays/gamma photons that act directly on DNA to destroy its
biological structure and the reaction of photons or electrons
with H2O to produce –O2 or –OH to kill tumor cells.64–66
Table 1 Luminous nanoparticles for use in X-PDT

Nanoparticles
Size
(nm)

Emission
wavelength
(nm) Synthesis methods

LaF3:Tb
3+ 15 450–600 Hydrothermal meth

LaF3:Tb
3+ 25–50 450–600 Hydrothermal meth

LaF3:Tb
3+ 15–50 450–600 Hydrothermal meth

LaF3:Ce
3+ 2 mm 500–600 Wet chemical meth

CeF3 7–11 300–450 Coprecipitation me
LiYF4:Ce

3+ 34 300–350 Thermal decompos

NaGdF4:Eu
3+ 245 750–850 Hydrothermal meth

NaGdF4:15% Tb3+ 9 525–575 Coprecipitation me

Tb2O3 10 450–650 N/A
Y2O3 12 300–500 N/A

ZnS:Cu,Co 4 450–550 Wet chemical meth
Gd2O2S:Tb 20 mm 450–700 N/A
LiGa5O8:Cr 100 700–750 sol–gel process
ZnGa2O4:Cr 15 650–750 Thermal decompos
Zn3Ga2GeO8:Cr

3+,Yb3+,Er3+ 100 600–800 Mesoporous silica t
method

Cu-Cy 200 600–700 Wet chemical meth
SrAl2O4:Eu@SiO2 400 450–600 Vapour deposition
Gd2(WO4)3:Tb 50 500–600 Hydrothermal meth

30146 | RSC Adv., 2023, 13, 30133–30150
However, to achieve a better therapeutic effect it is necessary to
use high doses of X-ray radiation (about 45–60 Gy), which can
cause damage to the normal tissues of the body. X-PDT uses
scintillation nanoparticles as an energy conversion medium to
transfer the absorbed X-ray energy to the photosensitizer to
generate reactive oxygen species for therapeutic purposes. It
greatly reduces the irradiation dose of X-rays compared to RT
and has great clinical potential for the treatment of deep-seated
tumors.

Farooq Ahmad et al.67 reported the synthesis of Gd3+, Tb3+ co-
doped CeF3 NPs using hydrothermal method with higher
luminescence efficiency compared to Tb3+ alone. As shown in
Fig. 13a, by coating mesoporous silica on the surface of
CeF3:Gd

3+, Tb3+ scintillation nanoparticles and carrying
a photosensitizer Rose Bengal to form a coupling system (CGTS-
RB), a large amount of 1O2 can be produced under X-ray exci-
tation. In Fig. 13b–d, dynamic light scattering (DLS) and TEM
show that CeF3:Gd

3+. Tb3+ NPs with a particle size of about
80 nm and clear lattice stripes. In contrast, TEM and HRTEM
images using mesoporous silica coated CGTs NPs (e.g., Fig. 13e
and f) can be observed to have regular and uniformly distrib-
uted morphology with an average size of about 91 nm. As shown
in Fig. 13g, the XRD patterns of CeF3:Gd

3+, Tb3+ NPS and
CeF3:Tb

3+ NPs are all similar to those of standard CeF3 crystals
(JCPDS: 08-0045) hexagonal phase structure with the charac-
teristic peaks matching. Fig. 13h shows the variation of 1O2

content measured using singlet oxygen sensor (SOSG) analysis.
Aer controlled experiments it was found that 1O2 could not be
Photosensitizers

Absorption
wavelength
(nm)

Attachment
strategy Ref.

od Photofrin 400–500 Covalent
binding

7

od RB 450–600 Covalent
binding

25

od RB 450–600 Physical loading 26
od PPIX 350–450 Physical loading 69
thod Verteporn 350–450 Physical loading 70
ition ZnO 250–350 Covalent

binding
71

od Indocyanine
green

750–850 Silica loading 72

thod RB 450–600 Covalent
binding

73

Photofrin 400–500 Silica loading 74
Psoralen 250–350 Covalent

binding
75

od TBrRh-123 500–550 Physical loading 76
Photofrin II 400–600 N/A 77
Naphthalocyanine 750–850 Silica loading 78

ition ZnPcS4 600–700 Physical loading 34
emplate Silica

phthalocyanine
650–750 Silica loading 37

od Cu-Cy 600–700 N/A 79
MC540 500–600 Silica loading 29

od MC540 500–600 Covalent
binding

80

© 2023 The Author(s). Published by the Royal Society of Chemistry
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produced with X-ray, PBS, RB and CGTS NPs only. 1O2 was
produced only when CGTS-RB NPs and X-ray were used together
and it was concluded that 1O2 production was positively corre-
lated with the X-ray irradiation dose. 1O2 production was also
detected in 4T1 cells in vitro (as in Fig. 13i), and green uores-
cence was observed in the RT + XPDT (CGTS-RB + X-ray) group,
indicating signicant intracellular 1O2 production. No signi-
cant increase in SOSG signal was observed when either CGTS +
X-ray or single X-ray irradiated 4T1 cells, conrming that the
synergistic RT + XPDT treatment mode relative to single RT with
more signicant tumor suppression effects, and also proposed
the use of synergistic RT + XPDT treatment modality in
combination with non-targeted global metabolomics.

The X-PDT strategy has proven its feasibility in clinical
practice over the years since it was rst proposed, especially in
terms of being able to maintain high therapeutic efficiency
using low doses of radiation. We found that in recent years,
research has focused on the use of lower doses of X-PDT, and
that a deeper understanding of the mechanism of action of X-
PDT and the clever design of nanoscintillator–photosensitizer
coupling systems are required to reduce the dose of X-rays used.
Encouragingly, some researchers have already achieved prom-
ising results through ingenious designs. For example, Sun
et al.68 used a silica template method to synthesize biocom-
patible silicate nanoscintillators with uniform size and
controllable particle size on a large scale, as shown in Fig. 14a.
Zn- and Mn-doped silicate (ZSM) nanoparticles with a particle
size of 101.2 ± 2.7 nm were synthesized by regulating the
doping amounts of metals Zn and Mn using the silica template
method (Fig. 14b and c) and produced emission spectra from
450 to 900 nm under X-ray excitation. The ZSM particles were
then water-soluble modied on their surface with biocompat-
ible polymers (PEG), and the ZSM particles were conjugated
with targeted cyclic arginylglycyl aspartate (RGD) peptides and
photosensitizers (RB) for X-ray imaging and targeted therapy,
which enhanced the therapeutic effect of PDT. As shown in
Fig. 14d, under X-ray irradiation, the ZSM nanoparticles emitted
a strong peak located at 570 nm with a good overlap with the
absorption spectrum of Rb, which improved the FRET effi-
ciency. Fig. 14f and g shows the western blot analysis as well as
single cell electrophoresis tests, which revealed a high
frequency of strand breaks leading to enhanced DNA damage.
In vitro and in vivo experiments showed that RGD-ZSM-RB could
be effectively enriched in tumor cells and showed good in vivo
deep tumor treatment under low dose X-ray (50 kV, 1.0 Gy)
irradiation (Fig. 14e). This method provides a new idea for the
synthesis of controllable luminescent nanoparticles to achieve
low-dose X-PDT.

5. Conclusions and future outlook

This review summarizes the research progress of X-PDT in
recent years and discuss two aspects, namely, the material
selection of X-ray excited luminescent nanoparticles and the
therapeutic effect of X-PDT. In terms of material selection, we
present in detail the mechanism of action of X-PDT and the
principle of luminescent nanoparticles in PDT. Different types
© 2023 The Author(s). Published by the Royal Society of Chemistry
of luminescent nanomaterials and luminescence enhancement
strategies are listed. Several different methods of photosensi-
tizer loading are compared to provide new ideas for achieving
efficient FRET. In addition, different types of nanoparticle
surface water-soluble modications are presented, aiming to
improve their dispersion and biocompatibility in aqueous
solutions. Regarding the therapeutic effect of X-PDT, it was
found that X-PDT has the advantages of high penetration, non-
invasiveness and selectivity by comparing with RT. Moreover, it
can produce better therapeutic effects under low-dose X-ray
irradiation and can produce effective inhibition of deep-
seated tumors. However, although X-PDT has achieved
remarkable results so far, there is still a big gap for clinical
applications. This is partly due to the low indexes of the X-PDT
system in terms of 1O2 yield, tumor cell destruction efficiency
and tumor suppression ability. Table 1 summarizes a variety of
scintillation nanoparticles used in X-PDT in recent years, and
there is still room for improving the luminescence efficiency of
nanoparticles and the FRET efficiency with photosensitizers.
Specic improvements should be made in the following
aspects.

(1) The luminescence efficiency and luminescence time of
luminescent nanoparticles need to be improved urgently.
Improving their luminescence intensity and lengthening the
luminescence time not only can activate the photosensitizer
more effectively and improve the PDT efficiency, but also can
reduce the dose of X-ray use and have a lower signal-to-noise
ratio and clearer imaging in biological imaging. Usually nano-
particles with high density and high atomic number have
stronger X-ray absorption ability and tend to produce stronger
luminescent radiation. However, it is worth noting that the
luminescence intensity of nanoparticles is highly dependent on
both their particle size and dispersion. Most of the current
luminescent materials are still bulk materials. Therefore, it is
crucial to obtain nanoparticles with smaller size and uniform
distribution by improving the preparation process. And pro-
longing the luminescence time can be achieved by doping ions
to introduce defects, increasing the concentration of traps,
trapping more electrons and then releasing them slowly to
achieve sustained luminescence.

(2) To elucidate the potential mechanism between the inci-
dent X-ray photon energy and the energy band structure of
luminescent nanoparticles, as well as to determine the optimal
excitation energy range. However, in most of the current
research works, no denite conclusion has been reached yet.

(3) The FRET efficiency between nanoparticles and photo-
sensitizers directly affects the yield of ROS. The FRET efficiency
mainly depends on the degree of spectral overlap between the
two and the intermolecular distance. Therefore, the selection of
spectrally matched nanoparticles and photosensitizers, the
design of assembly strategies and the selection of suitable
loading methods to control the distance between them are the
keys to solve this problem.

(4) Beside of the ROS generation of XLNP/PS nanocomplex
improvements, current delivery strategy of XLNP/PS is intra-
tumor injection; however, aiming for the clinical application in
the future, the XLNP/PS nanocomplex should be delivered to the
RSC Adv., 2023, 13, 30133–30150 | 30147
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tumor site with blood circulation. Thus, the tumor targeting
function, long blood circulation time and minimal non-specic
absorption by liver need to be consider with care, which are
mainly depending on the surface modication strategies, such
as PEGylation and target molecule conjugation.

In conclusion, X-PDT still has great potential for develop-
ment and research prospects. We also believe that in the future,
with the continuous development in the elds of material
science, nanotechnology and biomedicine, X-PDT with low
radiation dose is expected to become an effective and feasible
technology in cancer treatment.
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