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Tailoring the 3D porous structure of conducting
PEDOT:PSS gels via ice-templating†
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Poly(3,4-ethylenedioxythiophene):poly(styrene sulfonate) (PEDOT:PSS) has been fascinating material

scientists for more than 30 years, but still has structural features and new properties to reveal. Mostly

developed in thin films, it has been recently processed as a bulk porous material for new electronic

applications. However, the formation and control of the porous structure remain to be understood in

depth. We used a combination of X-ray scattering, cryo-electron microscopy and X-ray photoelectron

spectroscopy techniques to study the self-assembly mechanism of PEDOT:PSS in the dispersion, gel and

dried states. We show that unique fibrils form a 3D fibrillar network upon acidification of the dispersion

and that ice crystal growth modifies the structure into a honeycomb-like material. Control of the

freezing rate (and freezing temperature) and directionality allowed us to produce anisotropic porous

samples with tunable channel size (aligned in the longitudinal direction). Finally, the impacts of porosity

on the electrical and thermal transport properties were studied at the macroscale (porous bulk samples).

A highly porous templated cryogel with a very low thermal conductivity (37 mW m�1 K�1) and apparent

electrical conductivity of a few S cm�1 was obtained. Preliminary measurements at the mesoscale (on a

single pore wall) showed anisotropy of charge transport.

1. Introduction

In the research field of high-performance energy conversion
devices, porous conducting polymers (PCPs) have attracted
much attention these recent years.1,2 High porosity and surface
area combined with favorable charge transport properties put
them at the forefront of promising materials for many innova-
tive applications such as supercapacitors,3 thermoelectrics,4

solar cells,5 solar steam generators6,7 or triboelectrics.8 Porous
conducting polymers are made either by (i) covalent or coordi-
nation linkages connecting chemical building blocks in an

extended 2- or 3D open framework, or by (ii) physical coupling
of polymer objects (aggregates/fibers/colloids), forming a 3D
network. In the former case, PCPs include hyper-crosslinked
polymers (HPCs), conjugated microporous polymers (CMPs),
polymers with intrinsic microporosity (PIMS) and covalent
organic frameworks (COFs). The pore size engineering is
mainly governed by the synthesis strategy at a molecular level,
providing micro- (o2 nm) or meso-porosity (2 nm opore size
o50 nm). The latter case dominantly corresponds to polymer
gels, which are mostly characterized by macropores (450 nm).
The porous structure is governed either by covalent bonds (e.g.,
crosslinking for chemical gels) or by co-operative bonds (hydro-
gen- bonds or van der Waals interactions for physical gels)
between the objects.2

Controlling the porous structure (i.e. the pore size, morphol-
ogy and topology, pore directionality) is of prime importance
for the targeted properties (thermal exchange, charge transport
and diffusion, charge separation,. . .). As the commonly used
chemical synthesis approach allows rational pore size engineering,
we focus our attention on the macroporous conducting polymer
gels for which there is less control over the porous structure.

The few reported studies are typically based on the widely
known poly(3,4-ethylenedioxythiophene):poly(styrene sulfonate)
(PEDOT:PSS) conducting polymer. Commonly used in thin film
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technology because of its excellent printing properties,9 it is also
one of the best candidates for 3D macroscopic porous materials
because of its water processability and its ability to form
conducting gels.10,11

Inducing and controlling porosity in PEDOT:PSS is not
straightforward, and various methods have been reported. A
first strategy consists in lyophilizing the PEDOT:PSS aqueous
dispersion (freezing in liquid nitrogen and further sublimation
of the ice).12,13 This simple method provides light but brittle
samples containing pores with typical sizes of tens of micro-
meters. To overcome the brittleness limitation, plasticizers can
be added to the dispersion prior to lyophilization. However, the
additives can also affect the porous structure. As shown by Tang
et al., the addition of a block copolymer based on ethylene
glycol to the PEDOT:PSS dispersion provided an open-cell
structure with a 3D fibrillary network that differed from the
structure of the pure lyophilized PEDOT:PSS dispersion.12 A
second strategy is to pre-form PEDOT:PSS gels before solvent
drying. Different additives have been used as gelation agents,
such as H2SO4,14 polar solvents,13 and metal salts.15 Hydrogels
can also be obtained by rehydration of PEDOT:PSS thick
films.16 Interestingly, after freeze-drying none of the gels
showed the same porous structure (varying from a 3D inter-
connected network with a mean pore size of 80 mm14 to semi-
closed cell walls of 40 to 100 mm size.15 Although the gelation
mechanism has been discussed in the references cited above,
the pore formation is seldom studied and controlled.

An interesting strategy to tailor the macroporous structure of
polymers is the ice-templating method (also called ‘‘freeze-
casting’’ in some reports). This process, derived from freeze-
drying, depends on the controlled growth of ice crystals fol-
lowed by their sublimation.17,18 The pores are more or less the
inverse replica of the ice crystals formed during the freezing
step. However, mastering the freezing of water is a complex
process that depends on many variables; a constrained environ-
ment such as a gel network makes it even more complex. Water
freezing can be separated into two steps: (i) nucleation and (ii)
ice crystal growth. The very first instants of these two steps are
of paramount importance, as they determine the shape and
orientation of the final crystals (and thus of the pores). Matsu-
moto et al. showed that, when water is sufficiently cooled, water
molecules tend to form clusters (i.e., nuclei) by hydrogen
bonding in an arrangement similar to ice crystals.19 In impure
or complex systems (such as PEDOT:PSS dispersions), nucleation
can be considered heterogeneous because there are different
energetically favorable sites for nucleus formation. Once the
nuclei reach critical mass (by the diffusion of new atoms or
molecules towards them), ice crystallization occurs throughout
the system. The cooling conditions play a decisive role in the
formation of the nuclei (and the crystals). Generally, the freezing
rate is one of the key properties that control the number of
nuclei formed, the rate of ice growth, and the size of ice
crystals.20 A low freezing rate leads to a few large ice crystals.
Conversely, the higher the freezing rate, the greater the number
and the smaller the size of ice crystals (and thus of the pores).
After freezing, the sample is placed in a pre-cooled tank at a

temperature below the equilibrium freezing temperature of the
material and solution (to prevent collapsing of the structure) and
subjected to medium vacuum (to induce sublimation). The
process can be completed by increasing the temperature above
0 1C to remove any remaining moisture, resulting in an ice-
templated, dry porous sample. In the literature, the ice-
templating method has been applied to a wide range of
colloids18 or polymers (such as agarose21 or cellulose22). Ice-
templating the PEDOT:PSS dispersion (but not to pre-formed gels),
resulted in poorly defined pores of various shapes (lamellar or
interconnected open pores) and orientations.23–26

Here, we applied this drying process to PEDOT:PSS hydro-
gels to form macroporous materials with ordered pores of
tunable size. In this study, we focused on (i) better under-
standing the formation of the gel and the porous structure, (ii)
tuning the porous structure by controlling key parameters
during ice-templating, and (iii) revealing the correlations
between the new structures and their electrical and thermal
transport properties. A combination of X-Ray scattering and
cryo-electron microscopy was used to follow the self-assembly
of PEDOT:PSS from the dispersion state to the porous cryogel
state. Unique structural features are revealed for the first time,
such as the transformation from a fibrillar network to a honey-
comb like structure. Finally, the electrical and thermal trans-
ports of the porous materials were measured and discussed in
regards to their structure.

2. Experimental section
Materials

All materials were obtained from commercial suppliers and
used as received unless otherwise stated. PEDOT:PSS
(CleviosTM PH1000, 1.08 wt%, 1 : 2.5 weight ratio PEDOT:PSS,
batch number 9007391368) was purchased from Heraeus,
sulfuric acid (Z95%) was purchased from Fisher Scientific,
absolute ethanol and isopropanol from Carlo Erba, potassium
bromide and poly(sodium 4-styrenesulfonate) (NaPSS, Mw =
1000 000 g mol�1) from Sigma-Aldrich.

Hydrogel fabrication

The PEDOT:PSS blend is composed of two charged polymers,
whose chemical structures are shown in Fig. 1. PEDOT is a
semi-conducting conjugated polymer that transports holes
along its backbone when doped. Conversely, PSS is an electrical
insulator. It does however play a major role in the blend as a
dopant for PEDOT and also as a surfactant, allowing PEDOT to
be dispersed in water. In this commercial dispersion, PSS is
present in excess (for PH1000 commercial grade) to allow
dispersion in water and favor wet processability. The PEDOT:
PSS gelation process, illustrated in Fig. 1, was adapted from the
work of Yao et al.14 The method is based on acidifying the
dispersion with H2SO4 and can be described as follows: First,
the PEDOT:PSS dispersion was vortexed for a few minutes and
filtered through a PVDF 0.45 mm membrane, to ensure homo-
geneous dispersion. A given volume was then introduced in a
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flat bottom pyrex tube and treated with 3 mol L�1 of sulfuric
acid to reach 0.1 mol L�1 H2SO4 in the dispersion. The mixture
was immediately placed in a 90 1C oil bath for 3 to 30 hours,
depending on the total volume of the dispersion (2 to 10 mL,
respectively). During formation, the hydrogel kept the shape of
the mold (in our case, flat bottom cylindrical tubes of 22 mm
inner diameter gave rise to gel cylinders about 16 mm in
diameter). The resulting sample was shrunk and floated in a
transparent supernatant, suggesting expulsion of liquid from the
gel, also known as the syneresis effect. The supernatant was
removed after gelation and the gel was washed with fresh
deionized water (with a volume equal to the volume of PED-
OT:PSS used to form the gel (this step corresponds to the ‘rinsing
water RW1’ in Fig. S4B, ESI†). The water was replaced again after
24 h (RW2) and left for another 24 h before replacement (RW3).
The obtained hydrogels are shown in Fig. 1. Prior to freezing,
about 0.5 mm was sliced off the top and bottom of the samples
with a razor blade to flatten both surfaces.

Cryogel formation via quenched freezing or ice templating

Two freeze-drying methods were used to get porous dried gels
(or cryogels): the quenched freezing method induced rapid but
isotropic freezing, while the ice-templating method allowed a
controllable freezing rate and directionality, leading to aniso-
tropic porous structure.

(a) Quenched freezing method. To obtain a quenched
cryogel, a wet hydrogel was placed in a flat bottom SVL Pyrex
tube. The tube was quickly immersed into a liquid nitrogen
(N2L) bath and let for 10 min to allow complete freezing of the
sample. Then, the tube was placed inside a homemade airtight
stainless-steel container precooled down to �15 1C in an open
cooling bath circulator. The sublimation of water took place
under vacuum (10�2 mbar) at �15 1C for 48 h. After complete
drying, the container was left to stabilize at room temperature

and filled with argon to protect the obtained cryogel from
moisture.

As a comparison, the quenched freezing method was also
applied to the dispersion (prior to gelation). The stock PH1000
dispersion was vortexed and filtered through a 0.45 mm PTFE
filter. Then, the PEDOT:PSS dispersion was frozen in liquid
nitrogen (N2L) for 10 min, and the ice was sublimated at �15 1C
under vacuum for 48 h (as for the quenched cryogel). The
resulting sample is light blue and takes the shape of the vial it
was frozen in (in that case a cylindrical vial). The lyophilized
dispersion (LD) is very brittle and can easily break when
manipulated. The sample is very light, with very low density
(B 0.02 g cm�3) and high porosity (B 98%), (see Fig. S1, ESI†).

(b) Ice-templating method. To obtain a templated cryogel,
a wet hydrogel was placed inside a homemade PTFE cylinder
(4 mm wall thickness, inner diameter just equal to the diameter
of the wet gel (16 mm)). The top and bottom surfaces of the gel
were left uncovered. The PTFE cylinder plays the dual role of
thermal insulator for the sample sides and of mechanical rein-
forcement of the gel minimizing collapse. The gel surrounded by
the PTFE ring was placed on top of a 6 cm-high aluminum rod
and quickly immersed into a cold bath (as shown in Fig. 5E).
Different freezing baths were used: liquid nitrogen (�196 1C), a
mixture of ethanol and liquid nitrogen (�114 1C), isopropanol
and dry ice (�77 1C), and chiller-cooled isopropanol (�30 1C). The
temperature decrease over time (freezing rate) was followed by
placing a thermocouple on top of the gel. Depending on the bath
temperature and the height of the gels, it took different time for
the gels to be completely frozen (e.g., B10 min for a 1 cm sample
using N2L bath). The frozen gel, still surrounded by the PTFE
cylinder, was placed in the stainless-steel container under
10�2 mbar vacuum at �15 1C for 48 h. After complete water
sublimation, the container was left to stabilize at ambient tem-
perature and filled with argon.

Fig. 1 (A) Chemical structure of PEDOT:PSS, (B) process to form PEDOT:PSS hydrogel and quenched cryogel from the dispersion state, (C–F) inner
structures observed by electron microscopy: (C) cryo-TEM image of the diluted PEDOT:PSS dispersion. The black arrows highlight fibrils, (D) cryo-TEM
image of the acidified dispersion composed of long fibrils (black arrow). The fibrils are slightly more contrasted and more numerous than in the dispersion
state (at a similar dilution). The black arrow head show a fibril pointing out of the image, along the electron beam, (E) cryo-SEM image of the hydrogel,
(F) SEM image of the macroporous quenched cryogel. The porous channels appear locally oriented (on 300–500 mm scale) but different orientations
co-exist at the sample scale (1 cm) oriented in many different directions.
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The size and weight of the cryogels (dried gels) were mea-
sured immediately after drying, using an OTMT caliper and an
analytical balance, respectively. Typically, cryogels are at least 1
cm thick and 1.5 cm in diameter. Only minimal shrinkage
occurred between the gel and the cryogel states. The low cryogel
density (rcryogel = 0.03 � 0.006 g cm�3) signals a very high
porosity P (495%), estimated using the following equation:

P ¼ 1�
rcryogel
rsolid

� �
� 100

where rcryogel, rsolid are the density of the cryogel and of the
solid PEDOT:PSS (rsolid = 1.011 g cm�3, provided by Heraeus).

Characterization methods

Fourier transform infrared spectroscopy (FTIR). FTIR spec-
tra were recorded on a Brucker vertex 70 in transmission mode,
between 400 and 4000 cm�1 with a resolution of 2 cm�1 and an
accumulation of 96 scans. The samples were blended with
potassium bromide (KBr) matrix in a 1 : 100 weight ratio. Solid
samples were ground with KBr powder, while the PH1000
dispersion was directly drop-casted onto KBr powder prior to
drying at 90 1C for 30 min in an oven. Then, cylindrical pellets
(of B1 mm thickness) were formed using a mechanical press at
5 MPa for 20 s.

UV-visible absorption spectroscopy. Absorption spectra were
recorded using a Cary 5000 spectrometer (200–800 nm) with a
spectral resolution of 1 nm. Solutions were filtered through a
0.45 mm PVDF filter before the measurement. Quartz cuvettes of
1 mm optical path length were used.

Microscopy characterization: scanning electron microscopy
(SEM) and transmission electron microscopy (TEM)

Cryo-SEM. A small piece of hydrogel was sliced off with a
razor blade, quickly dipped into liquid ethane (used as an
efficient coolant to avoid the formation of crystalline ice to
preserve the native structure of the hydrogel).27,28 Subse-
quently, the sample was transferred under high vacuum
(10�6 mbar) and low temperature (�150 1C) into the Quorum
PT 3010 chamber attached to the microscope. There, the frozen
sample was fractured with an adapted razor blade and a slight
sublimation of water at �90 1C was performed to reveal the
details of the morphology. The sample was finally transferred
into the FEG-cryo-SEM (Hitachi SU8010) and observed at 1 kV at
�150 1C (under 10�6 mbar).

SEM. The cryogels were dipped into liquid nitrogen before
cutting along or across the temperature gradient. The samples
were observed at 1 kV at room temperature with the FEG-cryo-
SEM (Hitachi SU8010).

The pore size of the cryogels was estimated from the SEM
images with the ImageJ software. Several images in different
areas of the sample were treated in order to estimate the pore
size all over the material. Contrast was enhanced to obtain an
optimized black and white image for thresholding with ImageJ.
Then, ellipses were fitted to the pores and their mean dimen-
sions were recorded (mean value between the major and the
minor axes). Pore size was then determined by plotting at least

200 values and fitting a Gaussian curve as presented in the
histogram, as in in Fig. 5F.

Cryo-TEM. Cryo-TEM allows visualizing the particles in their
dispersion state by rapid vitrification in a thin layer of solvent
(in this case, water). Although cryo-TEM requires complex
sample preparation, it is the only technique able to image
nanoparticles in their native form, without any drying effects.
The diluted PEDOT:PSS dispersion was observed before and after
acid treatment.

The PH1000 dispersion was vortexed for a few minutes,
filtered through a PVDF 0.45 mm membrane and then diluted
with deionized water height times (providing the reference
dispersion sample). Cryo-TEM grids were also prepared from
the stock dispersion (without filtration or dilution) and from
another batch (number 9007086839, filtered and diluted) to
confirm the reproducibility of the observation (see cryo-TEM
images in Fig. S3A and B, ESI†). For the acidified sample, the
PH1000 dispersion was vortexed for a few minutes, filtered
through a PVDF 0.45 mm membrane and then diluted two times
with deionized water. 8 mL of H2SO4 (3 mol L�1) was added to
the diluted dispersion and then vortexed for 30 s. This acidified
solution was further diluted 50 times (providing the acidified
cryo-TEM sample). This high dilution rate was applied to the
acidified sample in order to observe the unique fibers and to
minimize the gelation process.

Five microliters of sample solution (as described above) were
pipetted onto a 400 mesh Cu grid covered with a lacey carbon
film that had been freshly glow discharged to render it hydro-
philic (Elmo, Cordouan Technologies). The grid was rapidly
plunged into a liquid ethane slush by using a homemade
freezing machine with a controlled temperature chamber.
The grid was then mounted onto a Gatan 626 cryoholder and
observed under low dose conditions on a Tecnai G2 microscope
(FEI) operating at 200 kV. The images were recorded with a slow
scan CCD camera (Eagle 2k2k FEI).

Cryo-TEM images of stock and acidified dispersions shown
in Fig. 1C and D were taken at a similar focus (considering that
a high defocus has to be applied on the stock dispersion to
reveal the fibers).

X-ray scattering. SAXS and WAXS (small- and wide-angle
X-ray scattering) measurements were performed on the SWING
beamline of the SOLEIL synchrotron (Saint-Aubin, France) at a
beam energy of E = 16 keV. The sample-to-detector distance was
6.22 m and 0.52 m, respectively, covering a total scattering
vector range of 0.0016 o q o 2.5 Å�1. The beam size was
approximately 500 � 200 mm2 (H � V). All measurements were
performed at room temperature (22 1C).

The scattered signal was recorded by an Eiger 4 M detector
(Dectris Ltd, Switzerland) with pixel size 75 mm. Preliminary
data treatment (angular averaging and normalization) was done
using the software Foxtrot developed at the beamline, which
yielded the intensity as a function of the scattering vector I(q) in
absolute units. Subsequent data modeling was done in Igor Pro
7.0 using functions available in the NCNR SANS package29

(Cylinder PolyRadius and FlexCyl PolyRadius used to model
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the SAXS data in Fig. 2A and Fig. S2B, ESI†). The artefacts at
very low q can be attributed to imperfect subtraction of the
reference signal (solvent capillary).

Several concentrations of the PEDOT:PSS dispersion were
prepared, referenced to that of the stock dispersion ( f in Fig. 2).
First, the stock dispersion was vortexed for a few minutes and
filtered through a PVDF 0.45 mm membrane. To prepare the
more concentrated sample (i.e., f � 1.75), a vial containing 1 g
of the PEDOT: PSS dispersion was left open under a constant
argon flow to favor partial evaporation of the water. Then, the
final mass was weighed and yielded its final concentration. To
produce the less concentrated samples f/2, f/4, and f/8, water
was added to the initial PEDOT: PSS dispersion to dilute it by
the desired factor.

WAXS experiments on the ice templated cryogels were also
performed at the DiffériX platform of the Institut Charles
Sadron. The monochromatic beam with l = 0.154 nm (8 keV) was
obtained by projecting the primary beam from an X-ray generator
(Rigaku, MicroMax 007HF) with Cu anode onto a confocal mirror
with a multilayer coating (Confocal Max-FluxTM Optic, Rigaku).
After pinhole collimation, the size of the beam at the sample
position is about 800 mm. The hybrid photon-counting detector
(Dectris Pilatuss3 R 300 K, pixel size 172 mm) was 7.7 cm down-
stream of the sample and covered a q-range of 2 Å�1 with a
resolution of 0.003 Å�1.

X-ray photoelectron spectroscopy. X-ray photoelectron spectro-
scopy (XPS) measurements were performed in an ultrahigh
vacuum spectrometer equipped with a RESOLVE 120 MCD5
hemispherical electron analyzer. The Al Ka line (hv = 1486.6 eV)
of a dual anode X-ray source was used as incident radiation. The
constant pass energy mode with pass energies 100 and 20 eV was
used to record survey and high-resolution spectra respectively.
On all samples surfaces we found oxygen, carbon, nitrogen
and sulfur. The XPS peaks of all elements exist in the survey scan
of each sample. Several scans were performed on dried gels at
different locations (surface and bulk) to ensure representative
spectra. The Casa XPS 2.3.23 software was used for the analysis of
the data in all cases.

To insure homogeneity of composition, XPS analyses were
performed on different parts (bottom, middle and top) of the
cryogel (not shown here).

Electrical conductivity
At the macroscopic scale. A Keithley 2634B sourcemeter and

a Lab Assistant Semiprobe station placed inside a Jacomex
glovebox under N2 atmosphere (E1 ppm O2, E1 ppm H2O)
were used to determine the electrical conductivity of all samples.
The electrical resistance was measured using a standard four
probes collinear probes method with a probe space of 1.6 mm.
The electrical resistivity and conductivity in the vertical direction
were calculated using the equation of Yilmaz et al.30

r ¼ 1

s
¼ G � V

I
and

G ¼ 2ps � F0 sð Þ � F1
t

s

� �
� F2

d

s

� �

with:

F0(s) = 2ps

F1
t

s

� �
¼

t

s

2 ln
sinh

t

s

� �

sinh
t

2s

� �
2
64

3
75

F2
d

s

� �
¼ 1þ 1

ln 2
ln

d

s

� �2

þ3

d

s

� �2

�3

2
6664

3
7775

where r is the electrical resistivity, s the electrical conductivity,
V the voltage, I the current intensity, s the probe space, t the
thickness of the sample and d the diameter. F0, F1 and F2 are
geometric correction factors used when the sample is circular
and t 4 s/2. When studying the pore size effect, all the
measurements were performed on top of the samples, with
the pores vertically oriented. The as-determined electrical con-
ductivity corresponds to an apparent value, which reflects
the high volume fraction porosity. As for comparison, dense
PEDOT:PSS thin films treated with H2SO4 are known to reach a
high electrical conductivity, above 2000 S cm�1.31,32 Comparison
with similar works on porous PEDOT:PSS can be found in our
previous works (ref. 2 and 4).

At the mesoscopic scale. Complementary resistivity measure-
ments were done using a four-probe station equipped with
IMINAs mibots nanomanipulators on a 600 K–77 K Kamm-
rathscryo-stage mounted in a FEG XL30 SEM.

The goal of this study was to determine at the scale of only one
channel/tube of the templated N2L cryogel (visible in Fig. 8A), the
conductivity and possible anisotropy of charge transport.

By using a conductive adhesive tape, we have transferred
some pieces of tubes on the sample stage (Fig. S8, ESI†). We
have performed four-probe measurements in the van der Pauw
geometry. In this geometry the resistivity is given by:

r ¼ p
ln 2

t
ðR12;34 þ R23;41Þ

2
F with: Rr ¼ R12;34

�
R23;41 which

satisfies the relation:
Rr � 1

Rr þ 1
¼ F

ln 2
arcosh

exp ln 2=Fð Þ
2

� �
. With

the linear V(I) curve, we found the ratio Rr = 2, (R12,34 + R23,41)/
2 = 76 � 3 O and F = 0.9.

The collinear method has then been used to probe a
possible anisotropy at the scale of the individual tube. These
measurements were done on a self-standing tube as seen in
Fig. 8.

The four probes, in collinear alignment, were put in contact
with the tube via the high precision robots (with equal distance
s between the probes) either along the tube (along the freezing
direction) or perpendicular to the tube (perpendicular to the
freezing direction). We have checked that the contact remained
ohmic by measuring the I(V) characteristic between each pair of
tips. For this, we applied 10 mV and detected a current in the
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range of a few tens of nA, which corresponds to a contact
resistivity of 100 kO. Then we conducted standard four-probe
collinear measurements.

As the wall thickness t (typically 500 nm) was much lower
than the typical tip to tip distance s (5–100 mm), the resistivity is

given by: r = G � Rsheet, with G ¼ p
ln 2
� t � T2

t

s

� �
T2

t

s

� �
a

geometric factor
�
T2

t

s

� �
! 1 as

t

s
o 0:5

�
. The wall thickness

of the tube was measured by SEM.
Thermal conductivity. The thermal conductivity of the cryo-

gels was measured using the transient plane source (TPS)
technique by utilizing a commercial apparatus (Hot Disks,
TPS 1000) as described in a previous report.4 Briefly, the sensor
of radius 3.189 mm was sandwiched between two PEDOT:PSS
cryogel samples. The setup was placed under a metallic bell to
avoid any temperature fluctuations arising from air currents.
Before each measurement, the sample was degassed for 30 minutes
to remove the adsorbed moisture from the cryogels and stabilized
at room temperature for 10 min to avoid temperature drift of
the sample. The thermal equilibrium of the sample was also
checked for 40 s before each measurement. The room temperature
(in general 19–21 1C) was recorded using a thermocouple, and
the value was input in the software prior to launching the
measurement.

The experiments were performed in ambient conditions and
the input power and time duration were set at 5 mW and 10 s,
respectively. The experiments were performed on batches of four
cryogel samples and the measurements were repeated several
times. The working principle of the TPS 1000 method does not
allow probing the anisotropy of thermal transport in the aligned
samples, since heat transfer from the probe is isotropic.

3. Results and discussion

The commercial PEDOT:PSS dispersion was transformed to a
hydrogel (by acidification, see the experimental part) before
solvent sublimation. Fig. 1 shows the stepwise process leading
to PEDOT:PSS cryogels (via the quenched freezing method). In
the following, we carefully analyze the structure of the material
at each stage by a combination of multiscale spectroscopy,
scattering and microscopy techniques.

3.1. From the PEDOT:PSS dispersion to hydrogel formation

3.1.1. Structure of the aqueous PEDOT:PSS dispersion. So
far, structural studies on PEDOT:PSS have been conducted
mostly in thin films, with only a few reports on the dispersion
state (and three, to the best of our knowledge, on the chemical-
grade product used in this work). Unfortunately, no consensus
has been reached on the structural model of PEDOT:PSS
in dispersion. Murphy et al.33 reported a microgel particle
morphology with average diameters Z300 nm, whereas Takano
et al.34 described ellipsoids tens of nanometers in size (PH1000
grade in both cases). To shed some light on the initial structure
of the PEDOT:PSS, cryo-TEM and SAXS measurements were
performed on the PH1000 dispersion.

Fig. 1C reveals that the dispersion is mainly composed of
fibrils with a mean diameter of 5 � 2 nm and an approximate
length of 150 � 50 nm. These fibrils were not very contrasted.
A strong defocus had to be applied to distinguish them. Only a
very small proportion of spherical objects (of a few tens of nm
in diameter) were observed. The presence of these cylinder-like
objects was not an effect of the filtration, the dilution, or the
batch (see Fig. S3, ESI†). Although nanofibrils were previously
observed in thin films of PEDOT:PSS treated with acid,31 to the
best of our knowledge, only one other cryo-TEM experiment on
PEDOT:PSS dispersion (PH1000) also showed nanofibrils, but
was not discussed further.35

To confirm the shape of the objects, we performed SAXS
measurements on the PH1000 dispersion at different concentra-
tions (see Fig. 2). A single peak was observed in the 0.01 Å�1 o
q o 0.1 Å�1 range, at a position that varies with the concentration.
Interestingly, in the low-q range, (q o 0.01 Å�1), the intensity
follows a q�1 power law for all concentrations, indicating the
presence of elongated objects. Moreover, comparison of the
higher-q data (q 4 0.01 Å�1) with a cylinder model (implemented
by the NIST data analysis library29) yielded a mean fibril diameter
D = 1.6 nm, with a relative polydispersity sD/D = 0.55. Visual
comparison with a flexible cylinder model allows us to conclude
that the objects are relatively stiff, with a persistence length above
75 nm (see Fig. S2B, ESI†).

To confirm the 1D nature of the objects, we also studied the
evolution of the structure factor S(q), which describes the
spatial correlation of particle positions (see Fig. S2A, ESI†).
Assuming a regular arrangement of infinite parallel cylinders
with a typical distance between neighbors d (corresponding to
2p/qmax), the volume fraction f is proportional to pR2/d2 and
the distance d varies like d B f�1/2. The plot in Fig. 2B shows
the experimental evolution of d against the volume fraction f,
which does indeed follow a power law very close to f�1/2.
Extrapolation to f = 1 (no more solvent, so the cylinders are
in contact with each other), yields an estimate for the diameter:
D E d (f = 1) = 2 nm (see Fig. 2B, squares and solid line). This
extrapolated diameter is in good agreement with the fibril
thickness estimated from the form factor. The SAXS data of
Yuk and coworkers,35 who prepared PEDOT:PSS inks with various
concentrations of PH1000 by lyophilization and redispersion, are
also in excellent agreement with our analysis (Fig. 2B, open dots
and dashed line). We also show the data of Murphy et al.33 and
Takano et al.34 All these data are consistent with our findings and
follow the same d B f�1/2 dependence.

The slight difference in diameter between cryo-TEM and
SAXS could be due to the resolution limit in cryo-TEM (espe-
cially for such low contrast and such strong defocus), but might
also originate in a non-homogeneous fibril structure, e.g. with a
more concentrated PEDOT core and a 3–4 nm loose PSS shell.34

Although the presence of fibrils in the dispersion is a novel
result, discussing the different structural models of the litera-
ture on the PEDOT:PSS dispersion is not the purpose of
this work. However, our experimental data are consistent
and support the formation mechanism of a fibrillar 3D network
(see below).
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3.1.2. PEDOT:PSS hydrogel. PEDOT:PSS hydrogels were
prepared by treating the PH1000 dispersion with 0.1 mol L�1

H2SO4 following the process described by Yao et al. (see Fig. 1B
and the experimental section for more details).14 This method
can be readily scaled to form PEDOT:PSS hydrogels of large size
(more than 10 mm in thickness and diameter). The samples,
slightly elastic, were easily manipulated with tweezers. The gel
kept the shape of the mold (in our case, a flat bottom vial) but
shrinked in volume.

The change of structure upon acidification of the PED-
OT:PSS dispersion was followed by cryo-TEM. Fig. 1D shows
the cryo-TEM image of the acidified dispersion (at a very low
concentration o5. 10�3 mol L�1, to prevent the gelation) which
is composed of very long fibrils (c150 nm) of a mean diameter
of 3 � 1 nm. The fibrils, seen in Fig. 1D, differ from the ones
seen in the stock dispersion (Fig. 1C). They exhibit a higher
persistence length (4100 nm) than in the dispersion and
appear somewhat more contrasted and longer. In some cases,
we can observe two intertwined fibrils forming a fiber with a
slightly larger diameter. The fibers tend to entangle very easily
even at high dilution rate (100 times).

To reveal the inner structure of the final hydrogel, cryo-
scanning electron microscopy (cryo-SEM) was performed by
quickly dipping the hydrogel in liquid ethane. Fig. 1E depicts
the fibrillar morphology of the hydrogel. This 3D network is
composed of an entanglement of thick fibers (13 � 4 nm, mean
diameter and standard deviation) and voids (10–50 nm wide).
The fiber-like structure of the hydrogel was also confirmed by
SAXS analysis (displayed in Fig. S5, ESI†). In the low-q range,
(q o 0.01 Å�1), the intensity follows a q�1 power law, typical of
an elongated object. The quantitative fit with a cylinder model
(as described above) yielded a mean fibril diameter D = 2 nm,
with a relative polydispersity sD/D = 0.55. Therefore, we suggest
that unique fibrils, 2 to 3 nm in diameter, formed in the
acidified dispersion, associate into thicker ones due to the

strong p–p interactions between the PEDOT chains (Fig. S3C,
ESI†), resulting in a robust 3D network.

The syneresis discussed above implies a modification of the
polymer chains packing (confirmed by microscopy) and/or a
rearrangement between PEDOT and PSS upon acid treatment.
The PEDOT to PSS ratio before and after acid treatment was
followed by XPS spectroscopy, in the S 2p XPS spectra of the
dried dispersion (Fig. 3A) and the dried gel (Fig. 3B). Both
PEDOT and PSS contain one sulfur atom per repeat unit: within
the thiophene ring for PEDOT and in the sulfonate moiety for
PSS. Due to their different chemical environment, their binding
energies are different, and it is possible to discriminate their
XPS signature peaks: a spin-orbit doublet at 164.3 and 165.5 eV
binding energy for the former and a spin-orbit doublet peak at
168.3 and 169.5 eV binding energy for the latter.36,37 The
intensity ratio between the PSS and PEDOT signals gives the
sulfonate/thiophene unit ratio (RS/T). This molar ratio dropped
from 2.22, for PH1000 dispersion, to 1.38, for dried gels,
indicating partial protonation and removal of PSS during
gelation (i.e., acid treatment and rinsing processes as seen in
Fig. S4, ESI†).

The composition of the aqueous supernatant of the gel was
also investigated by UV-Visible spectroscopy. We observed a
characteristic peak at 262 nm, attributed to the p–p* electron
transition for the benzene ring of PSS38 (see Fig. S4, ESI†). The
presence of PSS in the supernatant, correlated with the XPS
measurements, suggests that an excess of unbound PSS was
partly released from the PEDOT:PSS complex into the acidic
medium.

In order to probe structural changes at a molecular scale, we
followed the Fourier transform infra-red (FTIR) spectra of
PEDOT:PSS before and after gelation (i.e., in the dried disper-
sion and the dried gel, blue and red spectra respectively, at
1600-1300 cm�1) in Fig. 2D. The entire FTIR spectrum is
available in Fig. S6 (ESI†). In the dried dispersion, the band

Fig. 2 (A) Dependence of the SAXS intensity profiles as a function of the scattering vector I(q) for different concentrations of the PEDOT:PSS dispersion.
The stock PEDOT:PSS dispersion, corresponding to f, is shown in red. Other data are normalized by their dilution factor with respect to the reference
concentration. The grey dots correspond to the cylinder model (the diameter polydispersity is described by a Schulz distribution). (B) Dilution law of the
structure factor peak. The data were fitted with a power law d(f) = D fn, with n = �0.494. This fit confirms a scaling behavior of f�1/2. The data extracted
from Yuk et al.35 (open circles) Takano et al.34 (open square) ref and Murphy et al.33 (open diamonds) are in good agreement with our data.
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at 1300 cm�1 is due to the symmetric Ca–Ca0 stretching between
the thiophene rings. After gelation, this vibrational band
shifted to 1315 cm�1. Similarly, Cb–Cb0 stretching vibration
band shifted from 1365 cm�1 to 1368 cm�1 (with a doublet
appearing at 1383 cm�1). The CaQCb asymmetric band (and its
shoulder) is located at 1520 cm�1 (1478 cm�1 for the shoulder)
for the PH1000 dispersion sample and shifted after gelation to
higher wavenumber at 1526 cm�1 (1494 cm�1 for the shoulder).
A new peak also appeared at 1543 cm�1. Conversely, the band
corresponding to CQC symmetric stretching shifted to lower
wavenumbers from 1410 cm�1 to 1401 cm�1. These findings
correlated well with the conformational changes observed by Raman
spectroscopy after acidification of the PH1000 dispersion14 and also
with the variation of FTIR peaks of PEDOT:Tos with pH.39

Splitting of the Cb–Cb stretching and CaQCb asymmetric
stretching vibrational bands after gelation suggest that the gels
are not composed of a unique pure conformation, but of a
mixture of both quinoid and benzoid forms. Hence, we suggest
that during gelation the conformation of PEDOT changes from
a dominant benzoid to a dominant quinoid structure.

Below, we attempt a description of the gelation mechanism
of PEDOT:PSS on addition of sulfuric acid.

We demonstrated that gelation induces modifications of
the PEDOT:PSS system at different scales. Starting from the thin
fibrils present in the dispersion state, fibrils of higher persis-
tence length and composed of more ordered PEDOT stacks
distributed along PSS chains are formed upon acidification.
The acidification during gelation participates in the partial

removal of PSS (upon protonation and further solubilization of
PSSH). The addition of sulfuric acid may lower the repulsive
forces between the particles and destabilize the dispersion.
Neutralizing a fraction of the PSS chains weakens their coulombic
interactions with PEDOT, resulting in a conformation change of
the freed PEDOT chains towards their quinoidal and more linear
form. The attraction between fibrils, at close contact, becomes
even stronger with higher potential p–p interactions. Thus, the
objects assemble mainly through p-stacking and van der Waals
interactions. The resulting fibrils tend to entangle into thicker
ones and form a robust 3D fibrillar network.

3.2. From the hydrogel to the dried gel: controlling the porous
structure by freeze-drying

3.2.1. The quenched freezing technique. PEDOT:PSS
hydrogels were quickly plunged into N2L without any specific
control of the freezing process and let cool for 10 min (see
Fig. 1B). The frozen hydrogels were then dried under vacuum
for 48 h at low temperature (�15 1C) to allow complete
sublimation of the ice. Very light cryogels (called herein
quenched cryogels) were obtained. The obtained samples were
dark blue, light, elastic and easy to handle. PEDOT:PSS cryogels
had a very low density (0.03� 0.006 g cm�3) and a high porosity
(97 � 0.5%). Fig. 1F shows the SEM images of these quenched
cryogels. The macroporous structure is similar to the one
obtained by Yao et al.14 but completely different from the
fibrillary structure of the hydrogel. It is composed of long
interconnected channels with a pore diameter of 24 � 13 mm,

Fig. 3 (A) S2p XPS spectrum of the dried PEDOT:PSS dispersion (self-supported drop casted film); (B) S2p XPS spectrum of the quenched cryogel. (The
molar % ratio is obtained via peak integration in grey for the PSS and blue for the PEDOT; gelation reduced the PSS content from 69 mol% to 58 mol%.);
(C) molecular structures of the quinoid and benzoid forms of PEDOT, (D) FTIR spectra of the dried PEDOT:PSS dispersion (drop-casted film, shown in
blue) and the quenched N2L cryogel (blended in KBr pellets, shown in red). The red arrows represent the band shifts after gelation.
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separated by dense pore walls (thickness of 310 � 90 nm),
(Fig. 4C and D).

It is well known in the freeze-drying community that this
process induces modifications of the initial gel structure. The
solvent (retained in the gel) crystallizes during the freezing
step, serving as a template for the 3D polymer network. The
frozen solvent is then sublimated, leaving behind a cryogel.18

A cryo-SEM experiment allowed us to investigate the change
of morphology induced by solvent crystal growth. The rapid
freezing of the sample with liquid ethane allowed the formation
of amorphous ice (as discussed above). However, if the sample
is large enough (41 mm2), a temperature gradient can occur,
between the outer part (that is in direct contact with the liquid
ethane) and the core of the sample. It is therefore possible
to observe the network modified by different stages of ice
crystallization on the same sample. The cryo-SEM images of
the hydrogel dipped vertically into liquid ethane are shown in
Fig. 4A. The outer part of the frozen hydrogel (in close contact
with liquid ethane) is at the bottom of the image, whereas the

core of the gel (at slightly higher temperature) is at the top of
the image. The schematic in Fig. 4B illustrates how the sample
was frozen.

Three distinct areas are clearly identified. Area 1 was the first
in contact with liquid ethane. As the freezing rate was very high,
water did not have enough time to crystallize and the native
structure of the gel could be preserved, i.e., a mesoporous 3D
network made of entangled PEDOT:PSS fibers (as discussed
previously). As we go deeper inside the gel, the freezing rate
decreases, allowing ice crystals to form. Area 2 (represented in
purple on schematic Fig. 3B) shows the transition between two
types of structures. At the bottom left of the SEM image, the
fibrillar structure of the native gel is still present, whereas porous
hexagons are clearly defined at the top right corner of the image.
This second channel-like structure is due to the crystallization of
ice into the confined space of the network. The morphology of
the pores is templated by the ice crystals. In Area 3 (red part on
the schematic Fig. 4B), a honeycomb-like macroporous structure
starts to develop. It is clear from these observations that ice

Fig. 4 (A) cryo-SEM images of a unidirectional frozen piece of PEDOT:PSS hydrogel. Area 1 was in direct contact with liquid ethane, thus the native gel
structure was preserved. Areas 2 and 3 show the evolution of the structure as the freezing rate decreased in the core of the sample; (B) Schematic of the
gel piece immersed in liquid ethane; the outer part in blue was in direct contact with the freezing solvent, resulting in the formation of amorphous ice.
Deeper in the sample the freezing rate decreased, resulting in the formation of ice crystals. (C) High magnification SEM image of the quenched cryogel
showing the porous honeycomb-like structure. The channels are perfectly oriented towards the SEM detector in this area, (D) SEM image of the pore wall
structure of a quenched cryogel.
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crystals serve as a template for the porous structure. The pore
walls are composed of densely stacked fibers of the native gel
structure (see Fig. 4D), pushed aside by the ice crystals during the
freezing step, while the size and shape of the pores are defined by
the ice crystals. Water crystals usually grow in a dendritic
morphology.18 However, confinement due to the fibrillar network
tends to constrain dendrite formation, resulting in this hexagonal
columnar morphology.

The quenched cryogel (obtained by freezing the hydrogel in
liquid nitrogen and further drying it under high vacuum)
displayed a similar channel-like structure separated by dense
walls. Even though the channels appear locally aligned, the
sample is composed of multiple oriented grains (of a few mm3),
as seen in Fig. 1F. These different orientations are due to the
uncontrolled ice crystal growth as the tube is plunged quickly
into liquid nitrogen and the cold source is isotropic. Due to the
pyrex vial surrounding the sample, ice crystal formation initi-
ates on multiple points in contact with the container walls,
resulting in different pore orientations.

With this method, cm-thick macroporous PEDOT:PSS samples
can be obtained but the pores are randomly aligned. However as
compared with the directly lyophilized PEDOT:PSS dispersion
structure (see Experimental part and Fig. S1, ESI†), freeze-drying
the PEDOT:PSS hydrogel provides a more controlled porous
structure with better defined pore shape and size. Our under-
standing of the formation mechanism of the macroporous struc-
ture from the gel phase allowed us to push further the control of
pore size and pore alignment within the samples. In the following,
we applied the ice-templating method to control the alignment of
the pores within the samples.

3.2.2. The ice-templating technique. Ice-templating, or
‘‘freeze-casting’’ is the process of tailoring the porous structure
of a material through the controlled growth of ice crystals.17 By
taking advantage of the directional solidification of ice men-
tioned above, we developed a method (described in the experi-
mental part) that yields anisotropic materials with a tuned
pore size.

Owing to the controlled nucleation and temperature gradi-
ent along the vertical direction, crystals grew from the bottom
to the top of the gel, resulting in an anisotropic orientation of
the pores throughout the sample. A SEM image of the vertically
cut cryogel (shown in Fig. 5A) highlights the anisotropic orien-
tation of the channels along the freezing direction. The pore
length is challenging to measure, but the channels seem to
extend along the full sample thickness (41 cm). The SEM
image of a horizontally cut cryogel (in Fig. 5B) shows a quite
homogeneous honeycomb-like structure on a large scale. We
can also note that the lateral sample surface is undistorted due
to mechanical constraints from the PTFE cylinder.

Interestingly, the pores had a larger mean diameter (B50 mm)
than the ones obtained with the quenched freezing method
described previously (24 mm). As mentioned above, the pore size
depends on the size of the ice crystals and thus on the freezing
rate (and freezing temperature). Here, as the sample is not
directly in contact with liquid nitrogen (but on top of an
aluminum rod), the freezing rate is slower (�23 1C min�1) than
for quenched freezing (�54 1C min�1).

We demonstrated the possibility to control both the orienta-
tion and size of the pores by mastering nucleation and freezing
rate. Different ice-templated cryogels with mean pore size

Fig. 5 (A) Vertical and (B) horizontal cut of a templated cryogel in N2L; (C) and (D) horizontal SEM images at the same scale as of a templated cryogel in
N2L/EtOH and of a templated cryogel in CO2S/IPA baths, respectively. The ‘‘flakes’’ lying on top of the pore surfaces are due to the cutting of the sample
and are not representative of the real structure. (E) Schematic of the ice-templating method used here to produce porous controlled PEDOT:PSS
cryogels; (F) histogram of pore sizes measured in the quenched N2L cryogel and in four templated cryogels produced at different freezing temperatures,
the diameters are measured from SEM images. The second y- axis represents the freezing rate, measured with a thermocouple on top of the gel during
freezing.
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varying between 50 to 210 mm were produced by only changing
the temperature of the freezing bath. Horizontal cuts of those
ice-templated PEDOT:PSS cryogel samples are shown in
Fig. 5B–D. Fig. 5F represents a histogram of pore sizes obtained
with the ice-templating method at different cooling tempera-
tures. The colder the bath, the colder the freezing temperature
and higher the freezing rate, and thus the smaller the pore size.
Also, freezing above �50 1C (temperature of the bath) leads to a
high dispersion of pore size (210 � 100 mm).

The pore wall thickness also changed with the freezing
rates (see Fig. S7, ESI†). At constant sample density, larger ice
crystals push aside more PEDOT:PSS fibers, forming thicker
pore walls (B300 nm to 3 mm, depending on the freezing bath
temperature).

X-ray scattering experiments on N2L templated samples
revealed strong structural anisotropy. Fig. 6 shows the 2D
detector images of the sample in the mid-angle range, with
the beam aligned parallel to the channels (Fig. 6A and C) or
perpendicular to them (Fig. 6B and D). Fig. 6E shows the
comparison of the intensity profiles for the parallel and
perpendicular configurations, as a function of the azimuthal
angle. In the perpendicular configuration, the signal scattered
at q = 0.2 Å�1 (red line) was reinforced at f = 901 and 2701 (along
the normal to the channels). In the parallel configuration, the
modulation of the signal (black line) is negligible. This result
highlights the orientation anisotropy along the channels
(i.e. the freezing direction) at a q position corresponding to
the fibril-fibril distance within the pore walls (q = 0.23 Å�1, i.e.,
a d spacing of 27.3 Å). We therefore suggest that polymer fibers
tend to align preferentially parallel to the channels, along the
freezing direction (with the unidirectional ice crystal growth).
On the cm-scale sample thickness, the ice crystals growth is
probably not homogeneous, leaving behind (after sublimation)
channels (and thus pore walls) that are not uniformly aligned.
This could explain the relatively broad angular dispersion
(351 HWHM) of the peaks.

No anisotropy (see the 2D detector images of the sample in
the wide-angle range, Fig. 6G) was observed at higher q-range
(q 4 1 Å�1) in the perpendicular configuration. In particular,
the two scattering features at 1.23 Å�1 and 1.8 Å�1 are isotropic.
Since they are attributed to ordering of the PSS and PEDOT p–p
stacking,40 respectively, this suggests lack of alignment of the
polymer chains within the fibers.

3.2.3 Effect of the porous structure on electrical and ther-
mal properties. Apparent electrical and thermal conductivities of
the quenched cryogels and of the templated cryogels are
reported in Table 1 and Fig. 7. The porous samples prepared
by lyophilizing the PEDOT:PSS dispersion showed much lower
charge transport properties (by almost two orders of magnitude,
see Fig. S1, ESI†) than the porous samples that had experienced
a gelation step. The increase in conductivity can be attributed to
several factors induced by gelation (a lower content of electrically
insulating PSS in the final hydrogel, a change in PEDOT chains
conformation, and a more structured porous material).

Although highly porous (40.97 volume fraction porosity) and
cm-thick, all cryogels are electrically conducting. The highest

value of 2� 0.5 S cm�1 is obtained for the quenched N2L cryogels
while the lowest one, 0.8 � 0.2 S cm�1, corresponds to the
templated �30 1C IPA cryogel. The electrical conductivity values
measured on the cryogels, appearing low as compared to our
reference PEDOT:PSS values in thick film (see ESI†), correspond
to apparent electrical conductivity since they take into account
the porosity of the samples.

Fig. 6 Schematics of the SAXS-WAXS measurements with the channels
oriented parallel to the incident beam (A) or perpendicular to it (B). (C) and
(D) 2D detector images of the WAXS profile of a templated N2L cryogel in
the (A) //, and (B) > directions; (E) azimuthal intensity profile of the
templated N2L cryogel measured in the // (black) and > (red) directions;
(F) SAXS and WAXS intensity profiles; G) 2 D detector images of the WAXS
profile at wider angles (41 Å�1), with the channels oriented perpendicular
to the beam direction, showing no anisotropy at the molecular scale.
Visible Bragg peaks originate from mica sheet windows.
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The apparent electrical conductivity decreases slightly with
the increase in pore size (and in pore wall thickness, see Fig. S7,
ESI†). This evolution is difficult to explain. One hypothesis is
that at lower freezing rate (cooling bath temperature closer to

the melting temperature of ice), the nucleation and ice crystal
growth are less homogeneous. The fibers pushed aside the pore
walls are likely more disordered for the �30 1C IPA than for the
N2L cryogels. In addition, at higher freezing rate, the pores are
smaller and there are more wall intersections leading to a better
percolation between the channels.

As preliminary results, we have also measured the meso-
scopic conductivity at the level of an individual tube (i.e. at the
scale of a single pore wall). These measurements were done in a
SEM chamber using a four-probe station equipped with high
precision robots (see experimental part and ESI†). Considering
a pore wall average thickness of 500 nm, the conductivity of the
pore wall was estimated at 62 � 3 S cm�1 (in the van der Pauw
geometry). This value was obviously highly dependent on the
wall thickness, which appeared to vary by a factor of two to
three across the tube.

Further nanoprobing measurements are needed to conclude
on the mean value of conductivity of the pore walls. Nevertheless,
these preliminary results strongly suggest that the cryogel for-
mation (ice-templating) preserves the electrical characteristics of
the PEDOT:PSS material and that the low apparent electrical
conductivity of the cryogel (measured in the macroscopic state)
is indeed mainly due the porous morphology.

Using these unique nanoprobing measurements, in a four-
probe collinear set-up, we also looked for possible anisotropy of
electrical charge transport at the scale of a single tube (as seen
in Fig. 8). (The macroscopic measurements along the long-
itudinal or the radial axes of the templated cryogels, not shown
here, did not reveal a clear trend in terms of anisotropy of the
electrical transport within the 3D network). The four probes
were placed on a tube wall, in a collinear arrangement, either
parallel or perpendicular to the axis of the tube (along or
perpendicular to the freezing direction). Typical V(I) curves and
linear fits (Fig. 8D and E) yielded the following average sheet
resistances Rsheet,par = 19 � 2 O and Rsheet,perp = 153 � 102 O for
the parallel and the perpendicular orientations respectively.
Thus, charge transport appears to be much higher along the
tube axis (i.e. the freezing direction) than in the perpendicular
direction. Further analysis is needed to conclude on the correla-
tion between structural anisotropy (the PEDOT:PSS fibers tend to
align preferentially parallel to the channels, vide infra) and
charge transport anisotropy.

Thermal transport was also investigated. The high porosity
gives cryogels very good thermal insulation properties. The
thermal conductivity (determined by the transient plane source
method, see the experimental part) ranges between 37 and
47 mW m�1 K�1. These values are almost eight times lower
than the one reported in the literature for dense PEDOT:PSS
(300 mW m�1 K�1),41 and three to four time lower than the
calculated lattice thermal conductivity value of PEDOT.42 The
thermal conductivity of the cryogels is lower than that of the
lyophilized dispersion (59 mW m�1 K�1), probably due to a
reduction in lattice contribution owing to better pore structura-
tion and sharper solid/gas interfaces. Interestingly, the pore
sizes, although in the macroporous range, impact the thermal
properties. The thermal conductivity increases with the pore

Table 1 Porous PEDOT:PSS samples properties

Material
Density
(g cm�3)

Porosity
(%)

PEDOT:
PSS ratio
(%mol)

sapp

(S cm�1)
K
(mW m�1 K�1)

Lyophilized
dispersion

0.02 98 31 : 69 0.05 � 0.01 59 � 2

Quenched
cryogel

0.03 97 42 : 58 2.0 � 0.5 42 � 1

N2L templated 0.03 97 42 : 58 1.3 � 0.2 37 � 2
N2L/EtOH
templated

0.03 97 42 : 58 1.2 � 0.1 41 � 1

CO2s/IPA
templated

0.03 97 42 : 58 1.0 � 0.2 47� 2

�30 1C IPA 0.03 97 42 : 58 0.8 � 0.2 46 � 2

Fig. 7 (A) and (B) Apparent electrical conductivity and thermal conduc-
tivity of templated cryogels with different pore sizes, respectively.
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size from 50 to 140 mm and then seems to reach a plateau.
In the porous materials produced herein, the lattice contribu-
tion to the thermal conductivity should mainly be due to heat
conduction through the gas and the solid (convection and
radiation phenomenon can be neglected at room temperature
for cm-size samples). For pore sizes above the mean free path of
air molecules (70 nm), the gas conduction should not be
affected (value very close to the thermal conductivity of air
B25 mW m�1 K�1).43,44

For electrically conducting samples, according to Wiedemann–
Franz law, there should also be an electronic contribution to the
thermal conductivity. Considering the low apparent electrical
conductivity of the samples and its very modest variation with
pore size, the electronic contribution is almost negligible com-
pared to the lattice contribution. Therefore, the variation of
thermal conductivity with pore size could be mainly related to
scattering effects due to texturing of pore walls (composed of
fibers) as also discussed for ice-templated cellulose-based macro-
porous materials.22 Thicker pore walls and random orientation of
the polymer fibers composing the walls may result in a smaller
thermal resistance, increasing the thermal conductivity. Further
studies are needed to fully understand all the mechanisms
involved in the reduction of thermal conductivity down to
37 mW m�1 K�1. As a comparison, a PEDOT:PSS aerogel with a
mesoporous fibrillar structure (obtained by gelation followed by
supercritical drying) showed much higher thermal conductivity
(65 mW m�1 K�1).4 Finally, following the study on heat transport
properties of anisotropic cellulose foams,22 anisotropic thermal
conductivity could be expected in the templated cryogels. We are
currently working on obtaining a reliable radial thermal diffusivity

value on our oriented samples which is needed to measure the
thermal conductivity in the anisotropic mode.

Conclusion

The self-assembly mechanism of PEDOT:PSS from the disper-
sion state to a controlled macroporous structure has been
studied. A combination of SAXS and cryo-TEM revealed that
the PEDOT:PSS commercial dispersion contains fibrils that
intertwine and self-assemble upon the addition of sulfuric acid
to form a robust 3D fibrillar hydrogel. Cryo-SEM conclusively
showed how the growth of ice crystals pushes apart the fibers
to form a honeycomb-like structure. Controlling the direction
of freezing, and thus the growth of the crystals, provided
anisotropic porous samples on a cm-scale. The cooling rate
influenced the growth of the crystals, and thus the size of the
pores. Unique mesoscopic electrical transport properties at the
scale of a pore wall revealed that the formation of the cryogels
(by ice-templating) preserves the electrical characteristics of the
PEDOT:PSS material. The low macroscopic (apparent) electrical
conductivity measured on the bulk samples reflects their
porous structure. Preliminary results showed anisotropic elec-
trical conductivity within the pore wall. Altogether, we devised
a well-controlled process to produce electrically conducting
and thermally insulating PEDOT:PSS samples with a well-
defined macroporous structure on cm scale. These hierarchically
controlled and multifunctional materials open the door for
different applications such as thermoelectrics, solar steam gen-
erators, or ion diffusion membranes. Such oriented macroporous

Fig. 8 Mesoscopic measurements of electrical transport on the pore wall of a templated N2L cryogel. (A) SEM image of the four probes and the
measured self-standing tube. The blue arrow indicates the direction of freezing. (B) and (C) SEM images of the four-probes in a collinear arrangement,
aligned along or perpendicular to the channel (to the freezing direction), respectively. (D) and (E) Typical V(I) curves for the two orientations, parallel and
perpendicular, respectively. The noise on the V(I) curve and the choice of the range of the applied current depended on the stability of the probes during
the measurements (sometimes the tube deformed during the measurement). The measurements in the parallel direction were always much more stable
than in the perpendicular direction, probably due to the curvature of the tube.
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scaffolds are also promising candidate for 3D cell culture and
tissue engineering.
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