¥® ROYAL SOCIETY

Environmental Science s OF CHEMISTRY

Advances

View Article Online

View Journal | View Issue,

Study of the different morphologies of Zng 5sCdg 5S
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As catalytic reaction usually occur on the surface of a catalyst, regulating the catalyst morphology may
largely affect the photocatalytic properties. A series of ZngsCdg sS catalysts with different shapes, namely
nanoparticles, nanorods, microsheets, and microspheres, were prepared through hydrothermal/
solvothermal reaction by controlling the sulfur source, solvent, and the adding sequence of the raw
material. Moreover, their photocatalytic H, production in different solvents, including H,O, formic acid,

lactic acid, and Na,S/Na,SOs, were investigated. The addition of the sacrificial agents could inhibit the
Received 21st February 2023

Accepted 2nd April 2023 photocorrosion caused by the strong oxidation of holes (h*), increasing the amount of photogenerated

electrons (e”) to produce H,. ZngsCdpsS nanoparticles and nanosheets displayed much higher activity
DOI: 10.1039/d3va000429 than other samples due to the effective separation of photogenerated charge carriers (PCCs), large

rsc.li/esadvances specific surface area, and negative position of the conduction band.

Environmental significance

The search for clean and renewable energy sources has become a prominent research area in recent decades due to the rise in environmental pollution and the
fast consumption of fossil fuels. H, has been one of the well-known and viable clean energy alternatives to fossil fuels for a long time, and research into it has
never stopped. Many scientists have carried out a lot of research on photocatalytic H, production, as it can convert solar energy into chemical energy. Although
considerable progress has been made, it has not always been satisfactory. In many studies, people have employed H,O, Na,SO; solution, formic acid, lactic acid,
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and other reactants as the H, source. This work provides a simple and easy method for the preparation of Zn, 5Cd, sS with notable photocatalytic activity,

facilitating its further application in choosing the optimal photocatalyst.

1. Introduction

Photocatalytic H, evolution from water splitting has attracted
increasing attention because it can convert solar energy into
chemical energy. However, some single-component catalysts
(like TiO, and ZnO) have low H,-production efficiency, as they
can only absorb UV light."* Recently, many research works have
focused on the development of photocatalysts with visible-light
activity, for instance, metal sulfides,>” C;N, materials,*® and
solid-solution materials.'® Metal sulfides (such as CdS,***
ZnS,**** Zn,Cd;.,S,"”*® and ZnIn,S,) are considered as effective
visible-light photocatalysts for H, production. Among them,
Zn,Cd; _,S, as a solid solution of ZnS and CdS, has been widely
studied because of its high activity and sufficient negative
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overpotential.” With an adjustable band gap, Zn,Cd;_,S can
trigger some new redox reactions and facilitate the chemo-
adsorption of specific reactants.”>* However, the photo-
generated e~ and h' can be recombined on the interior or
surface of the Zn,Cd,_,S in a few nanoseconds, dissipating the
energy and being detrimental to the overall photocatalytic effi-
ciency. Regulating the structural parameters of Zn,Cd; _,S, such
as the size and morphology, may be a good method to reduce
the recombination efficiency of PCCs, as it can enhance the
absorption of the catalyst and shorten the carrier migration
path.

As the catalytic reaction usually occurs on the surface of
a catalyst, the different morphologies of Zn,Cd;_,S may largely
influence its photocatalytic properties.>*>* Researchers have
found that the photocatalytic activity of Zn,Cd; ,S can be
effectively increased by changing its size, shape, comparative
area, and other factors.?****” In the work of Gao et al., Zn,Cd,_
xS quantum dots were prepared and showed to have a much
higher photocatalytic H,-production activity (1220 pmol g *
h™') compared to that of a ZCS sample prepared by the
conventional co-precipitation method.*?® Additionally, a one-
dimensional (1D) CdyeZny4S nanorod solid solution with
rich sulfur vacancies was synthesized by Yu et al, which

Environ. Sci.. Adv, 2023, 2, 721-730 | 721


http://crossmark.crossref.org/dialog/?doi=10.1039/d3va00042g&domain=pdf&date_stamp=2023-05-06
http://orcid.org/0000-0002-8224-1275
http://orcid.org/0000-0002-0660-7773
https://doi.org/10.1039/d3va00042g
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3va00042g
https://pubs.rsc.org/en/journals/journal/VA
https://pubs.rsc.org/en/journals/journal/VA?issueid=VA002005

Open Access Article. Published on 04 d' abril 2023. Downloaded on 14/3/2026 17:28:30.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Environmental Science: Advances

achieved an excellent photocatalytic H,-production activity of
59.3 mmol ¢~ ' h™"' under visible-light irradiation.>® Moreover,
a sulfur vacancy-rich Zn, sCd, sS nanocage photocatalyst with
interstitial phosphorus doping was prepared by using zeolitic-
imidazolate-framework-8 (ZIF-8) rhombic dodecahedrons as
the templates. Its H,-production rate was enhanced (57.21
umol h™') compared to that of the pristine ZnCdS nanocages
(21.58 pmol h™").** These works indicate that morphology
regulation is an effective method to improve the photocatalytic
activity of Zn,Cd;.,S. Studying the relation between the
morphology and the photocatalytic performance would also be
beneficial to promote the application of Zn,Cd;,S in
photocatalysis.

In this work, Zn,sCdysS was chosen as a representative
example to explore the relation between the morphology and
photocatalytic properties, as it has the best activity in lactic acid
solution (Fig. S17}). First, the synthetic methods of Zn, 5Cd, 5S
with different shapes were studied in detail, with controlling the
sulfur source, solvent, and the adding sequence of the raw
material. In the hydrothermal/solvothermal reaction,
Cd(NO3),-4H,0, Zn(Ac), - 2H,0, and sulfur source (Na,S-9H,0,
thioacetamide and thiourea) were used as the raw materials,
with deionized water or a mixed solution of deionized water and
diethylenetriamine (DETA) used as the solvent. The obtained
ZnysCdysS nanomaterials displayed rich and diverse
morphologies, and tests on their photocatalytic H, production
in different solvents were carried out, such as in H,O, formic
acid, lactic acid, and Na,S/Na,SO;. The work provides a simple
and easy method for the preparation of Zn, sCd, sS with refer-
able photocatalytic activity, facilitating further applications in
choosing the optimal photocatalyst.

2. Experimental section

2.1. Catalyst preparation

2.1.1. Preparation of 0D Zn, sCd, S nanoparticles. First,
5.00 mmol Cd(NOj3),-4H,0 and 5.00 mmol Zn(Ac),-2H,0 were
dissolved in 60 mL deionized water. Then, 10.00 mmol Na,-
S-9H,0 dissolved in 20 mL deionized water was dropped into
the above solution. After stirring for 30 min, the mixture was
transferred to a 100 mL Teflon liner, sealed in a steel sleeve, and
reacted at 160 °C for 12 h. After the reaction, the particles were
cooled to room temperature, collected by centrifugation,
washed with deionized water and ethanol, and dried in
a vacuum oven at 60 °C for 12 h. Finally, the Zn, 5Cd, 5S sample
with a zero-dimensional (0D) nanoparticle shape was obtained,
and denoted as ZCS-0D.

2.1.2. Preparation of 1D Zn,;Cd,sS nanorods. First,
5.00 mmol Cd(NOs3),-4H,0 and 5.00 mmol thiourea were dis-
solved in 80 mL of a mixture composed of diethylenetriamine
(DETA) and deionized water at a volume ratio of 4:1. After
stirring for 30 min, the mixture was transferred to a 100 mL
Teflon liner, sealed in a steel sleeve, and heated at 180 °C for
10 h. After the reaction, the solution was cooled to room
temperature, and the precipitate was collected by centrifuga-
tion, washed with deionized water and ethanol, and dried in
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a vacuum oven at 60 °C for 12 h. The intermediate product was
obtained, and named as CdS-DETA.

Next, 5.00 mmol CdS-DETA (722 mg) was dissolved in 70 mL
ethylene glycol. After 1 h ultrasound treatment, 2.5 mmol
Zn(Ac),-2H,0 was added, and then ultrasound was continued
for another 1 h. The solution was then transferred to a 100 mL
Teflon liner, sealed, and heated at 160 °C for 6 h. At the end of
the reaction, the sample was cooled to room temperature,
collected by centrifugation, and freeze-dried for 12 h. Finally,
Zn, 5Cdy sS nanomaterial with a 1D nanorods morphology was
obtained, and denoted as ZCS-1D.

2.1.3. Preparation of 2D Zn,;Cd,sS microsheets. In the
same way, 2D Zn,;CdsS was prepared from the ZCS-1D
method with a minor modification in terms of adjusting the
addition order of the Cd source and Zn source.* First, 5 mmol
Zn(Ac),-2H,0 and 5 mmol thiourea were dissolved in 80 mL of
a mixture composed of DETA and deionized water with the
volume ratio of 4:1. After the solvothermal reaction at 180 °C
for 10 h, the intermediate product was obtained, and named as
ZnS-DETA. Then, 5 mmol ZnS-DETA (487 mg) was dissolved in
70 mL ethylene glycol. After 1 h ultrasonic reaction, 2.5 mmol
Cd(NO3),-4H,0 was added, and the ultrasonic reaction was
continued for 1 h. Following the same solvothermal reaction
like for the ZCS-1D at 160 °C for 6 h, the Zn,Cd,_S nano-
material with a two-dimensional (2D) microsheet morphology
was thus prepared, and labeled as ZCS-2D.

2.1.4. Preparation of 3D Zn, 5Cd, sS microspheres. Similar
to the synthetic method for ZCS-0D, 3D Zn,sCdysS was
prepared by changing the S resources, with thioacetamide as
the substitute, and the detailed synthetic process was as follows.
5.00 mmol Cd(NO3),-4H,0 and 5.00 mmol Zn(Ac),-2H,0 were
first dissolved in 60 mL deionized water. Then, 10.00 mmol
thioacetamide solution dissolved in 20 mL deionized water was
added into the above solution drop by drop. After stirring for
30 min, the mixer was formed, and treated with the same
procedure as that for ZCS-O0D. Zn,sCdysS with a three-
dimensional (3D) nanosphere morphology was thus synthe-
sized, and labeled as ZCS-3D.

The characterization of these ZCS samples is provided in
the ESL.t

2.2. Photocatalytic H, production from using ZCS catalysts
with different morphologies

The photocatalytic H, production of the ZCS catalysts as tested
using an on-line system (MC-SH2II-AG, Beijing MerryChange
Technology Co., LTD.). Their activity was investigated in
different solvents, such as H,O, Na,S/Na,SO;, formic acid, and
lactic acid. The detailed process and steps are as following: the
solvent (100 mL H,0O, 100 mL 0.25 mol L™" Na,$/0.35 mol L™*
Na,S0;, 10 mL formic acid + 90 mL H,O or 10 mL lactic acid +
90 mL H,0) and 100 mg catalyst were added to the reactor.
Then, the reactor was connected to the photocatalytic reaction
system and vacuumed. The reaction solution was stirred in the
dark for half an hour to reach dynamic adsorption/desorption
equilibrium. A xenon lamp light source (4 > 400 nm) was then
used for illumination to initiate the photocatalytic reaction.

© 2023 The Author(s). Published by the Royal Society of Chemistry
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During the whole photocatalytic process, the reactor tempera-
ture was controlled by the circulating condensing unit and kept
at 5 °C. During the reaction, H, was detected by TCD on-line gas
chromatography (GC9790I1, FULI). After the reaction, the
amount of H, was calculated.

3. Results and discussion

3.1. Characterization of the ZCS catalysts with different
morphologies

The ZCS samples prepared in this work were fully ground, and
characterized by X-ray powder diffractometry (XRD, Fig. 1).
First, ZCS-0D was prepared with Cd(NO3),-4H,0, Zn(Ac), - 2H,-
O, and Na,S-9H,0 as the Cd, Zn, and S sources, respectively.
When using thioacetamide to replace Na,S-9H,0, ZCS with 3D
microspheres was synthesized. Their XRD patterns were basi-
cally consistent with JCPDS card no. 89-2943. Moreover, their
diffraction peaks were very sharp, indicating that both the
samples possessed high crystallinity. ZCS-1D and ZCS-2D
samples were prepared by a two-step solvothermal method,
with CdS-DETA and ZnS-DETA first prepared. They also dis-
played similar XRD patterns to ZCS-3D. For ZCS-1D, there were
some other diffraction peaks related to impurity phases, which
may be attributed to the solvent effect of ethylene glycol. To
confirm the real contents of the ZCS with different dimensions,
the amount of Zn and Cd were tested by ICP-OES technology
(Table S1t). The molar ratios of Zn and Cd were all close to 1: 1,
indicating that Zn, 5Cd, S materials with different shapes were
successfully synthesized.

The morphology of a material largely influences its proper-
ties, such as electrical conductivity, thermal conductivity, and
catalytic activity. Therefore to investigate the photocatalytic
performances of the ZCS samples, their morphologies were first
observed from SEM images. ZCS-0D consisted of nanoparticles
(Fig. 2a and b), which agglomerated to form blocks, sized ca.
30 nm. ZCS-1D showed nanorod shapes (Fig. 2e and f),
hundreds of nanometers in length and tens of nanometers in
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Fig. 1 XRD patterns of synthesized ZngsCdgsS nanomaterials with
different morphologies.
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width. This unique long-axis structure provides a path for the
rapid transport of PCCs. Compared with 0D and 1D materials,
ZCS-2D sheets with a micron size had a larger exposed surface
area and more effective active sites (Fig. 2i and j). For the ZCS-
3D microspheres (Fig. 2m and n), their shape was conducive to
the absorption of visible light. In order to gain more effective
active sites, ZCS-3D could increase the contact area with the
reactants, thereby promoting the photocatalytic reaction.

Meanwhile, the EDX spectrum and element mapping images
were studied from the SEM images of ZCS (Fig. S2-S57). The Zn,
Cd, and S elements could be clearly observed, and were evenly
distributed on the surface of the catalyst. Moreover, their
shapes were investigated by TEM images, which gave consistent
results with the SEM results. Nanoparticles (Fig. 2c), nanorods
(Fig. 2g), microsheets (Fig. 2k), and microspheres (Fig. 20) could
be clearly observed. Lattice fringes at 0.34 nm were detected for
ZCS-0D (Fig. 2d), ZCS-1D (Fig. 2h), and ZCS-2D (Fig. 21),
belonging to the (100) crystal plane. For ZCS-3D (Fig. 2p), the
lattice fringe was found at 0.20 nm, corresponding to its (110)
crystal plane.

The surface properties of ZCS with different shapes were
further investigated by X-ray photoelectron spectroscopy (XPS)
measurements. By calibrating the C peak (284.6 eV, Fig. 3b), the
Zn, Cd, and S elements could be observed (Fig. 3a). Zn 2p
(Fig. 3c) and Cd 3d (Fig. 3d) both possessed two peaks, and S 2p
was divided into two peaks (Fig. 3e).>* These spectra indicate
that the ZCS samples were composed of Zn, Cd, and S
elements.®® Due to the different synthesis methods, some
deviations appeared in the binding energies of Zn 2p, Cd 3d,
and S 2p. For Cd elements, no obvious changes were found in
the ZCS samples. However, the Zn 2p peaks of ZCS-2D were
significantly shifted to lower binding energies due to its high
electron density, resulting from the presence of S vacancies
(Fig. 9¢). Reversely, the S 2p peaks of ZCS-2D were shifted to
higher binding energies with the loss of electrons. The move-
ments of the S element for the ZCS samples are complicated and
may be caused by many factors, such as the binding energy of C
element and the synthetic condition (S resources, reaction
solvents, and reaction temperature).

3.2. Formation mechanism of ZCS catalysts with different
morphologies

For ZCS-0D, when Cd(NOj3),-4H,0, Zn(Ac),-2H,0, and Na,-
S-9H,0 are added in the water, Zn>*, Cd**, and S>~ can be easily
dissociated and they will stick together to form Zn,;Cd, S
nanoparticles. By using thioacetamide as the S resource, it will
be hydrolyzed to form H,S in acidic solution. As the aqueous
solution of Zn(Ac),-2H,0 is weakly acidic, the H,S amount is
low. Cd** and Zn** will react with $>~ from H,S slowly, and ZCS
nanoparticles are first formed. With the temperature rising, $>~
is largely released, and ZCS nanoparticles as the core will
agglomerate to generate spherical structures. Thus, ZCS-3D will
be formed.

It is well known that DETA (C4H;3N3) has good complexing
ability with metal ions due to the lone pair of electrons on its
amino nitrogen.*** In the ZCS-1D synthesis, DETA molecules

Environ. Sci.: Adv,, 2023, 2, 721-730 | 723
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Fig.2 SEM images of the synthesized Zng 5Cdg 5S nanomaterials with different shapes: ZCS-0D (a—d), ZCS-1D (e-h), ZCS-2D (i-l), and ZCS-3D

(m-p).

not only play a key role in the complexation and assembly, they
also act as structural guides in synthetic systems. Before heat
treatment, DETA complexed with Cd>* in solution to form
[CA(DETA),,.]**, which inhibited the presence of free Cd*", while
controlling the generation of CdS cores. When the precursor
solution was heated, NH;, CO,, and H,S were produced by
thiourea decomposition. With the temperature increasing,
[CA(DETA),,.]*" decomposes into Cd** ions and EDTA molecules.
The resulting Cd** ion further reacts with H,S to form CdS.
Under the action of DETA, the crystal nucleus of CdS begins to
form and grow.* As a linear molecule, DETA molecule adsorbed
on to the CdS surface can act as a synthetic agent and structural
guide, controlling the growth direction of CdS (Fig. 4a). Without
the presence of DETA (only H,O as solvent), CdS-H,O had
a nanosphere shape with a size of ca. 300 nm (Fig. 4b and c),
which proves the role of DETA. Finally, with the addition of
Zn(Ac),-2H,0, ZCS was synthesized by the ion exchange of Zn**
and Cd**, and the nanorod morphology did not change.

For ZCS-2D microsheets, not only DETA but thiourea also
participated in the morphology regulation (Fig. 4d). DETA, also
acting as a structure-directing molecule, was first incorporated
into the ZnS inorganic framework,*”* as its shape was different
from ZnS-H,O, which was spike shape without the addition of

724 | Environ. Sci.: Adv,, 2023, 2, 721-730

DETA (Fig. 4e). Moreover, their XRD patterns were also
different, as many peaks appeared in the ZnS-DETA sample. In
the second step of the solvothermal process, with the decom-
position of ZnS-DETA, Cd>" partially replaced Zn** to form
Zn, 5CdosS solid solution via cation exchange in ethylene
glycol.>>*

3.3. Photocatalytic performances of the ZCS catalysts with
different morphologies

In the process of photocatalytic water splitting, the reactions
can generally be mainly divided into two half-reactions: oxida-
tion reaction and reduction reaction. In the oxidation reaction,
h* play important roles, for instance, the oxidation of furan and
aromatic alcohols. While, e~ mainly work in reduction reac-
tions, like H, evolution, CO, conversion, and NH; synthesis
from N,. To inhibit the recombination of photogenerated e~
and h', some sacrificial agents of e~ and h" are often added.
These can consume excessive e~ or h*, promoting the rapid and
efficient separation of PCCs. For H, evolution, some sacrificial
agents are commonly added, such as methanol,* lactic acid,****
triethanolamine,**® glucose,” or Na,S/Na,SO;.** They can
neutralize the photogenerated h*, which are positively charged
and strongly oxidizing during the photoreaction process,

© 2023 The Author(s). Published by the Royal Society of Chemistry
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syntheses.
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thereby resulting to the known photocorrosion phenomenon.
To enhance the PCCs utilization of several of the ZCS samples,
some sacrificial agents were added into the reaction system,
including formic acid, lactic acid, and Na,S/Na,SO;.

Due to the high dissociation energy of H,O, it could hardly
be oxidized to generate H' by the h' of the ZCS samples, and
their photocatalytic activity were not too high (Fig. 5a). ZCS-2D
possessed the highest activity, about 0.46 mmol g~ " after 4 h
reaction. When formic acid was added, the highest activity did
not change too much. The activity of ZCS-2D was much lower
than that of ZCS-0D and ZCS-1D (0.49 mmol g~ *, Fig. 5b). This
may due to the poor conductivity of formic acid, which is not
conducive to the transfer of PCCs. When lactic acid or Na,S/
Na,S0O; was added into the H,O solvent (Fig. 5¢ and d), the
photocatalytic activity was largely enhanced, by about 4-5 times.
Among them, ZCS-2D displayed much higher activity than the
other ZCS materials, 2.0 mmol g~ for lactic acid and 1.76 mmol
g~ for Na,S/Na,SO;. Thus, the ZCS catalysts with different
morphologies can be used to produce H,, but their activities
were different due to the properties of the sacrificial agents.

Compared with other ZCS samples, ZCS-2D displayed rela-
tively good activity. This may due to its more exposed surface
area, facilitating the contact of the reactants with the catalyst.
To further highlight the photocatalytic activity of ZCS-2D, ZnS-
DETA and CdS-DETA were prepared (Fig. S61). The activity of
ZCS-2D was largely enhanced, about 117 and 21 times higher
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than that of ZnS-DETA and CdS-DETA. Meanwhile, the stability
of ZCS-2D in lactic acid solution was investigated, which
showed nearly no change after 4 cycles of testing (Fig. 6a),
indicating that the sacrificial agents indeed play important
roles in reducing the photocorrosion phenomenon. Further-
more, the crystal structure of ZCS-2D was stable, as its XRD
pattern was well maintained after one cycle reaction (Fig. 6b). In
order to avoid environmental pollution caused by ZCS, the
concentration of Cd and Zn elements after reaction were
assessed by ICP-MS (Table S2t). The dissolution of the Cd
element was much lower than that of the Zn element, and the
ZCS-2D catalyst released the lowest concentration of Cd**
(0.12 mg LY.

3.4. Discussion about the activities of the ZCS catalysts with
different morphologies

For photocatalytic H, reaction, its generation rate will be
affected by many factors, such as the crystalline phase,
morphology, surface area, light absorption, and charge sepa-
ration and transfer. Among these, charge separation and
migration proved to be the most critical factors, as investigated
by the photocurrent response (Fig. 7a) and electrochemical
impedance spectroscopy (EIS) tests (Fig. 7b). Generally, the
larger the response value of the photocurrent, the higher the
separation efficiency of PCCs during the photocatalytic reac-
tion. The photocurrent response of ZCS-2D was highest,
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Fig. 5 Photocatalytic H, production of ZCS samples in different solvents: H,O (a), formic acid (b), lactic acid (c), and Na,S/Na,SOs3 (d).
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Fig. 7 Photocurrent (a) and EIS spectra (b) of ZCS samples with different morphologies.

compared with the other ZCS samples, meaning that the 2D
sheet-structure indeed facilitated the separation of PCCs in the
photocatalytic process. Meanwhile, the radius size of the
semicircle can indicate the surface migration rate of the charge.
The circular arc of the ZCS-2D impedance curve was smaller
than for the other samples, indicating that the charge-transfer
resistance was smaller. Thus, the small interfacial resistance
of ZCS-2D could aid rapidly transferring the surface charge,
thus promoting the effective separation of PCCs.

In order to prove the above speculation, the time-resolved
photoluminescence decay technique was used to further
investigate the separation efficiency of PCCs (Fig. 8a). The
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3
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calculated lifetime of the photogenerated electrons for the ZCS-
2D sample was 0.81 ns, which was longer than that of ZCS-0D
(0.42 ns), ZCS-1D (0.40 ns), and ZCS-3D (0.39 ns). Thus, ZCS-
2D could more efficiently separate the PCCs than the other
ZCS samples. Besides, the specific surface areas of the ZCS
samples were investigated (Fig. 8b and Table S3t), and their
order was as follows: ZCS-2D (130.74 m* g~ ') > ZCS-0D (78.14 m*>
g ) > ZCS$-3D (50.23 m* g ') > ZCS-1D (45.91 m” g '). The
specific surface areas of ZCS-2D and ZCS-0D were higher than
those of ZCS-1D and ZCS-3D, which was very much consistent
with the photocatalytic performance. Especially, the specific
surface area significantly contributed to the enhanced
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Fig. 8 Time-resolved fluorescence decay spectra (a) and BET cures (b) of ZCS samples with different morphologies.
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photocatalytic activity of ZCS-0D, as ZCS-0D also displayed good
activity in the solutions of formic acid (0.48 mmol g~ ') and
Na,S/Na,SO0; (2.29 mmol g™ *). In summary, there are two main
reasons for the best performance of ZCS-2D, and one is the
bigger specific surface area, facilitating the adsorption of reac-
tants, while the other one is the longer lifetime of the photo-
generated electrons, thus increasing the utilization of PCCs.

The band structure of the photocatalyst plays a crucial role in
photocatalytic H, production because it determines the light-
absorption range of the catalyst and the thermodynamic
driving force of H, evolution. From the UV-visible-diffuse
reflection spectra, ZCS-1D and ZCS-3D displayed better light-
absorption properties in the ultraviolet and visible-light range
(Fig. 9a).*° To estimate the bandwidth (E,) of the ZCS samples,

Fig. 10 Photocatalytic mechanism of H, production on ZCS materials with different morphologies.
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the resulting absorption spectra were processed by the Tauc plot
method. The bandwidth of a photocatalytic material can be
calculated according to the following formula: (ehv)” = A(hv —
E,), where «a is the light-absorption coefficient, % is the Planck
constant, and v is the frequency of light. By drawing the (ahv)* —
hv curve, the E, values can be obtained from their intercept
between the tangent and x-axis (Fig. 9b). The E, values of ZCS-
0D, ZCS-1D, ZCS-2D, and ZCS-3D were about 2.59, 2.43, 2.74,
and 2.40 eV, respectively. These indicate that all the ZCS
materials could absorb visible light. Although ZCS-2D displayed
the largest band gap, it had a defect band at 2.48 V away from
the conduction band position. The electron paramagnetic
resonance (EPR, Fig. 9¢) also confirmed the existence of defect
sites on the ZCS-2D surface, which is beneficial for the
adsorption of reactants. A pair of signals located at g = 2.003
were detected for ZCS-2D, which may be due to S vacancies.*"*
The S defect sites provide more active sites, not only improving
the adsorption and activation of reactant molecules, but
reducing the activation energy of redox reactions.

The conduction band positions of the prepared ZCS samples
were analyzed by M-S plots (Fig. 9d). These ZCS samples
exhibited n-type semiconductor behavior, because their curves
showed a positive slope in the linear regions. Generally, the
conduction band edge potential (Ecg) was about 0.1 V lower
than its flat band gap, which could be estimated by the intercept
of the X-axis tangent. As calculated from the M-S plots, the Ecp
values prepared for ZCS-0D, ZCS-1D, ZCS-2D, and ZCS-3D were
about —1.15, —1.07, —1.04, and —0.89 V, respectively. These Ecp
positions are more negative than the reduction potential of H"
(—0.41 V vs. NHE, pH 7), thermodynamically ensuring that H,
production can proceed. Corresponding, their valence band
(Eys) positions were at 1.44, 1.36, 1.7, and 1.51 V, respectively.

Based on the measured Evyg, Ecg, and Eg, the mechanism of H,
evolution on ZCS materials with different morphologies could be
constructed (Fig. 10). Obviously, the morphology and synthetic
method not only affected their Eyg and Ecg position, but also
their specific surface area and light absorption. Although the
oxidative capacity of the photoinduced h' is important, it
resulted in the photocorrosion of ZCS. With the addition of the
sacrificial agents, excessive h* were consumed and e utilization
was enhanced, which was beneficial for H, production.

4. Conclusions

Zn, sCdo sS catalysts with the shapes of nanoparticles, nano-
rods, microsheets, and microspheres were prepared through
a hydrothermal/solvothermal reaction, and their photocatalytic
H,-production performances in different solvents were
assessed. The different morphologies of the Zn,;Cd S photo-
catalysts had different H,-production activities, with ZCS-2D
and ZCS-0D showing the best performance. Moreover, ZCS-2D
not only possessed a higher specific area, but also defect sites,
which facilitated the adsorption of reactants and largely
improved the photocatalytic activity. Therefore, it is of great
significance to explore the synthesis methods of Zn,Cd; ,S
photocatalysts with different morphologies to promote their
application in H, production.
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