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te nanoparticles synthesized using
gelatin as a chelating agent for CO2 dry reforming
of methane†

Usman Zahid,a Wahid Sidik Sarifuddin,a Abdul Hanif Mahadi,a Holilah,b

Didik Prasetyoko c and Hasliza Bahruji *a

CeNiO3 perovskite nanoparticles were synthesized using gelatin as a chelating agent to catalyze the CO2

dry reforming reaction. The optimization of gelatin concentration affects the formation of Ni

coordinated on the B-sites of CeNiO3. CeNiO3 shows catalytic stability for 60 h with ∼50% CO2/CH4

conversion and a H2/CO ratio of ∼0.8 when obtained using low concentrations of gelatin (0.05 g, 0.1 g).

The exsolution of Ni nanoparticles from CeNiO3 structures occurs during reduction treatment,

expanding the crystal lattices of CeO2. A high gelatin concentration (0.2 g) reduced Ni mobility and

restricted Ni–Ce contacts. The uncoordinated Ni in CeNiO3 exposes a high surface area (10.12 m2 g−1)

for CH4 dissociation, consequently increasing the H2/CO ratio to ∼1.5 with 78% CH4 and 53% CO2

conversion. In situ DRIFTS analysis showed that CH4 readily dissociates in the absence of CO2, but CO2

completes the reaction cycles by removing the carbon as CO gas.
Sustainability spotlight

The exponential rise in energy demand is responsible for the depletion of natural fossil fuels and the rapid increase in Earth's temperature. The capture and
utilization of CO2 pave the way for a carbon-free industry. Dry reforming of methane (DRM) efficiently uses two greenhouse gases, carbon dioxide and methane,
to produce synthesis gas (CO + H2) as feedstock in the Fischer–Tropsch reaction. This study aims to utilize gelatin as a chelating agent for synthesizing CeNiO3

perovskite to enhance stability for CO2 dry reforming. The H2/CO ratio relies on Ni coordination that can be controlled by variations in gelatin concentration. We
emphasize the route to achieve SDG 7 (affordable and clean energy) and SDG 13 (climate action) of the UN sustainable development goals.
Introduction

The exponential rise of fossil fuel usage to sustain global energy
demand is responsible for the depletion of natural fossil fuels
and the rapid increase in CO2 levels in the atmosphere.1 The
Paris Agreement of 2015 aimed to reduce greenhouse gas
emissions to limit global temperature rise to 1.5 °C.2,3 The
agreement encouraged the energy sector to adopt more
sustainable and greener sources,4 paving a path for carbon-
neutral energy. Dry reforming of methane (DRM) uses two
greenhouse gases, carbon dioxide and methane, to produce
synthesis gas (CO + H2) as feedstock in the Fischer–Tropsch
reaction.5 The ideal H2/CO ratio is one, but side reactions such
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as reverse water gas shi (RWGS) and Boudouard reactions
cause variations in the H2/CO ratio.6

Dry reforming of methane � CH4 þ CO2/2COþ 2H2;

DH
�
298 ¼ 247:3 kJ mol�1 (1)

Reverse water gas shift � CO2 þH24COþH2O;

DH
�
298 ¼ 41 kJ mol�1 (2)

Boudouard reaction � 2CO4Cþ CO2;

DH
�
298 ¼ �172:4 kJ mol�1 (3)

The main challenge in dry reforming is the highly endo-
thermic reaction for co-activation of the C–O bond in CO2 and
the C–H bond in CH4. Due to thermodynamic constraints, many
developments have beenmade for high-temperature DRM (>700
°C),7 causing thermal degradation of catalysts and carbon
deposition.8,9 Designing stable catalysts with carbon-resistant
properties can enhance catalyst stability.10 Metal oxides with
stable structures, such as pyrochlore, perovskites, and mixed
oxides, have been employed to improve structural stability.11 Ce-
based catalysts exhibited high performance in DRM due to the
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 XRD of CeNiO3 perovskite with (a) different concentrations of
gelatin after calcination (C) and after the reaction (P); (b) changes in the
high intense diffraction peak with different concentrations of gelatin
before and after the reaction.
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oxygen mobility in ceria that inhibits carbon deposition.12 The
general formula of ABO3 perovskite consists of metallic cations
with different ionic radii occupying the A and B sites of the
cubic structure, with the small metal occupying the B site.
Under a reducing environment such as in dry reforming reac-
tions, Ni on the B-sites of CeNiO3 perovskite exsolves to form
highly dispersed Ni nanoparticles.13 The multivalency of
perovskite from rare earth elements offers excellent redox
properties and oxygen vacancies. Perovskite comprises 60%
oxygen atoms that can facilitate carbon gasication.14

The synthesis of CeNiO3 that requires high calcination
temperatures up to 800 °C produced low surface area perov-
skites. CeNiO3 produced using auto-combustion of glycine and
metallic nitrate precursors showed CO2 conversion reduced
from 65% to 55% in 7 h at 700 °C.12,15 High surface area
perovskites were synthesized by modication of sol–gel
synthesis with an organic template that can reach 30–40 m2

g−1.16 Nanocasting methods with hard templates such as SBA-15
and MCM-41 increased the surface area to 100 m2 g−1.17 Since
most catalytic applications of perovskite for dry reforming of
methane rely on the exsolution of isolated Ni nanoparticles,
having a high surface area CeNiO3 will enhance Ni dispersion
and reduce the nanoparticle size. Most studies focused on
partially substituting CeNiO3 perovskite with other metals such
as Zr and Y to enhance lattice oxygen capacity.18 CeNiO3

substituted with La produced using citric acid as a chelating
agent reduced Ni aggregation to enhance catalytic stability.19

Employing a chelating agent in the synthesis mixtures
formed a stable and uniform gel between the metal precur-
sors.20 The optimization of chelating agents stabilized the
octahedral Ni bonds for transformation into stable ionic
structures. In dry reforming of methane, the reaction under
a continuous reducing environment exsolves Ni to form highly
dispersed nanoparticles. Metal exsolution in perovskites is
initialized from the surfaces and/or grain boundaries,21 which
are enriched with oxygen vacancies and A-site deciencies.22

Despite the multitude of benets of CeNiO3, the agglomerated
crystals reduce the available surface for Ni exsolution. Gelatin
has been utilized as an organic template and chelating agent for
metal ions for synthesizing porous materials. As a chelating
agent, gelatin forms a strong bond with metals via interaction
with the amino and carbonyl groups.23 The stable hydrophilic
colloid protects the sol during sol–gel synthesis, controlling the
growth of nanoparticles.24 The chelating ability of gelatin arises
from the combination of high molecular weight protein and
amine and carboxyl group functionality. Therefore, this study
aims to investigate the effect of gelatin as a chelating agent on
the catalytic performance of CeNiO3 perovskites in a dry
reforming reaction. The correlation between crystal structures
and catalytic properties was observed upon variation in gelatin
concentration.

Results and discussion
XRD analysis

The XRD analysis of as-synthesized CeNiO3 perovskite with
different concentrations of gelatin was conducted on the
© 2024 The Author(s). Published by the Royal Society of Chemistry
catalysts aer calcination at 900 °C and aer a 24 h dry
reforming reaction at 600 °C (Fig. 1a). The peaks at 2q = 28.7°,
33.3°, 37.3°, 43.3°, 47.7°, and 56.5° conrm the formation of
a crystalline CeNiO3 perovskite structure.12,25–27 The diffraction
peaks of the cubic phase NiO can be observed at 2q = 37.3° and
43.3°. Close observation of the range 2q = 27.5–30° reveals the
shi of the (111) peak from 28.6° at 0.05 g of gelatin to 28.7° at
0.1 g of gelatin (Fig. 1b). However, increasing gelatin to 0.2 g
shied the (111) peak to 2q = 28.6°. The calculated unit cell
parameters in Table 1 further indicate the reduction of lattice
parameters from 5.389 Å to 5.379 Å with increasing gelatin
concentration from 0.05 g to 0.1 g. The lattice contraction of the
CeO2 (111) plane implies a different degree of Ni incorporation
in the B-site of perovskite.

The variation in contraction of CeO2 lattice spacing suggests
that the inclusion of Ni in the CeNiO3 perovskite structure relies
on gelatin concentration. There is also a possibility of the
formation of a CeNiO3 + CeO2 + NiO mixture. However, such
formation is difficult to prove by XRD analysis. Nevertheless, the
shi of the CeO2 peak to high 2q, while the NiO peak remains at
similar 2q = 37.3° and 43.3°, suggests the inclusion of Ni in the
CeO2 lattice, forming CeNiO3 perovskite.

XRD analysis of CeNiO3 aer 24 h of dry reforming of
methane (DRM) shows the absence of the NiO peak due to
reduction to Ni metal at 2q = 44.5° and 52.1°. By comparing the
XRD of synthesized CeNiO3-0.05G and aer the DRM reaction,
there is a slight shi of the (111) peak toward a lower angle, as
shown in Fig. 1b. The shi is more apparent in CeNiO3-0.1G.
The exsolution of NiO to the surface of CeO2 under reduction
causes Ni nanoparticle formation and CeO2 lattice expansion.
However, for CeNiO3-0.2G, the (111) peaks do not shi to
a lower 2q, which might indicate that NiO formed as nano-
particles deposited on CeO2, rather than CeNiO3. A new peak
also appeared at 2q = 26.2°, which shows carbon formation on
the catalysts aer a 24 h reaction (Fig. 1).

Table 1 summarizes the crystallite size, unit cell parameters
(a), and volume of CeNiO3 catalysts before and aer a 24 h
catalytic reaction. The crystallite sizes of CeNiO3 perovskites
RSC Sustainability, 2024, 2, 3806–3816 | 3807
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Table 1 Crystallite size and unit cell parameters of CeNiO3 perovskites
with different concentrations of gelatina

Amount of gelatin D (nm) a (Å) V (Å3)

0.05 g (C) 29 5.389 156.581
0.05 g (P) 29 5.397 157.224
0.10 g (C) 34 5.379 155.624
0.10 g (P) 24 5.401 157.546
0.20 g (C) 32 5.388 156.421
0.20 g (P) 28 5.383 155.942

a C: calcined; P: post-reaction.

Fig. 2 Raman spectra of CeNiO3 perovskite with varied concentra-
tions of gelatin.
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synthesized at different gelatin concentrations are quite similar
at approximately ∼29–34 nm. The unit cell parameters of
CeNiO3 synthesized using different gelatin concentrations were
determined to understand the incorporation of Ni in B sites. At
0.05 g of gelatin, CeNiO3 exhibited a unit cell parameter of 5.389
Å, slightly larger than that of CeNiO3 obtained using 0.1 g
gelatin at 5.379 Å. However, CeNiO3 obtained using 0.2 g gelatin
showed a unit cell parameter of 5.388 Å. The decrease in unit
cell parameters indicates the incorporation of Ni2+, which has
a smaller ionic radius, into CeO2.28 Using 0.1 g gelatin enhanced
Ni incorporation into CeNiO3 perovskite, causing signicant
lattice contraction. High lattice strain in perovskite implies
a weak metal–oxygen bond in BO6 octahedra, which is suscep-
tible to oxygen vacancy formation.29 The increase of lattice
volume (V) aer a 24 h catalytic reaction suggested the expan-
sion of the CeO2 lattice following the exsolution of Ni nano-
particles. A high degree of lattice expansion was observed on
CeNiO3, obtained using 0.05 g and 0.1 g of gelatin, in which the
lattice volume of CeNiO3-0.05G enhanced by 0.4% and that of
CeNiO3-0.1G enhanced by 1.21% aer a 24 h reaction. However,
CeO2-0.2G exhibited different behaviors, exhibiting lattice
volume reduction by 0.03%. The observation implied that at
high gelatin concentration, NiO was deposited as nanoparticles
on CeO2. Following long catalytic reduction under a reducing
environment, Ni was doped onto CeO2, causing lattice
contraction.30

Raman analysis

Fig. 2 shows the recorded Raman spectra from 2000 cm−1 to
200 cm−1. CeNiO3 perovskite shows a highly intense peak at
∼460 cm−1, a characteristic peak of cubic uorite structure
CeO2.31 This sharp peak is related to the F2g symmetric
stretching of oxygen atoms around the cerium ions.32 The
variation of gelatin concentrations from 0.05 g to 0.2 g reduced
the intensity of the F2g peak. The peak also broadens and is red-
shied at 0.2 g gelatin concentration, implying a decrease in
CeO2 crystallite size. The strain due to the high curvature of
nanoparticles and surface defects also red-shied the peak.33–35

A small peak at 225 cm−1 only appeared in ceria when doping
with ionic metals with different ionic radii,36 attributed to the
second-order transverse acoustic (2TA) mode. The peaks at
595 cm−1 are ascribed to defect-induced (D) mode, presumably
due to the presence of oxygen vacancies or cation substitution
3808 | RSC Sustainability, 2024, 2, 3806–3816
in the lattices.36,37 The oxygen vacancies produced at the redox
site in ceria-based materials play a prime role in removing the
deposited carbon during the dry reforming reaction. The ratio
between the intensity of defect induced (D) mode and the strong
F2g mode (ID/IF2g

) can be used for the estimation of oxygen
vacancies in ceria-based catalysts.38,39 The concentration of
oxygen vacancies in CeNiO3 synthesized using 0.05 g, 0.1 g and
0.2 g gelatin was 0.85, 0.88 and 0.90, respectively (Table 2).
Temperature programmed reduction (TPR)

Temperature programmed reduction (TPR) examines the
metal–support interaction and reducibility of the catalysts.
Fig. 3 shows the TPR proles of CeNiO3 perovskite synthesized
at different concentrations of gelatin. Three reduction peaks
appeared for the TPR prole of CeNiO3 synthesized using 0.05 g
of gelatin. The broad reduction peaks at 393 °C correspond to
Ni2+ to Ni0 reduction.12 A small peak at 530 °C was due to the
reduction of surface ceria, while a high temperature reduction
peak at 802 °C corresponds to the reduction of bulk oxygen in
ceria.40 CeNiO3 perovskite synthesized using 0.1 g of gelatin
shows similar TPR proles to CeNiO3 (0.05 g). However, for
CeNiO3 synthesized with 0.2 g gelatin, the reduction peaks of
NiO shi to 435 °C with a small shoulder peak at 395 °C. The
reduction peak for surface CeO2 also shis to 545 °C, while the
peak ascribed to the reducibility of lattice oxygen species
appeared to shi to 833 °C. Increasing gelatin concentration
resulted in enhanced interfacial interaction between NiO and
CeO2 based on the high temperature reduction. CeNiO3 with
0.05 g and 0.10 g gelatin also shows similar reduction peaks and
hydrogen consumption at ∼44 mmol gcat

−1 while 0.20 g of
gelatin shows a slight enhancement to 55 mmol gcat

−1 (Table 2).
The higher hydrogen consumption implies a high oxidation
ability of CeNiO3-0.2G. CO chemisorption on reduced CeNiO3

provides information on Ni dispersion and the surface area. The
results suggest that increasing gelatin concentration to 0.2 g
signicantly enhanced Ni dispersion by 1.52% and the Ni
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Table 2 Physicochemical properties of CeNiO3 perovskites synthesized using different concentrations of gelatin

Catalysts ID/IF2g

a

Temp (°C)
H2

b

(mmol gcat
−1)

Ni dispersionc

(%), (mmol g−1)
Ni surface areac

(m2 g−1)
CO2 emissiond

(mmol gcat
−1)

Carbone

(%)P1 P2 P3

CeNiO3 0.05G 0.85 393 531 802 44.48 0.58, 19.64 3.84 1.54 58.8
CeNiO3 0.10G 0.88 394 534 805 44.79 0.24, 8.01 1.57 1.43 56.7
CeNiO3 0.20G 0.90 435 545 833 55.08 1.52, 51.76 10.12 0.90 42.4

a Calculated from Raman spectroscopy. b Calculated from H2-TPR analysis. c Calculated from CO chemisorption. d Calculated from TPO analysis.
e Calculated from CHNS–O analysis.

Fig. 3 H2-TPR profiles of CeNiO3 perovskites obtained using different
concentrations of gelatin.
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surface area by 10.12 m2 g−1. There is a possibility that at high
gelatin concentration, some of the NiO were not incorporated
into the CeNiO3 perovskite lattice but were instead impregnated
on the surface of CeO2 as nanoparticles, as implied by XRD
analysis.
Fig. 4 TPO profiles of substituted CeNiO3 perovskites synthesized
using different concentrations of gelatin after a 24 h dry reforming
reaction at 600 °C.
Temperature programmed oxidation

Temperature programmed oxidation (TPO) has been performed
to determine the carbonaceous species on 24 h post-reaction
catalysts. The TPO proles of the fresh CeNiO3 catalyst show
negligible oxidation up to 800 °C (ESI, Fig. S1†). The TPO
proles of all spent catalysts conrm that the oxidation of
graphitic carbon occurred at 600–700 °C (Fig. 4).41,42 No peak
was associated with the amorphous carbon oxidation at 250–
400 °C,43 suggesting efficient oxidation of amorphous carbon to
CO during the reaction. As indicated by Raman analysis, oxygen
vacancies facilitate the oxidation of carbonaceous species.44

However, since the reaction was performed at 600 °C, the
temperature is too low to oxidize graphitic carbon. The intensity
of the oxidation peak at ∼600 °C decreases when using CeNiO3

synthesized using a high concentration of gelatin. CO2 emis-
sions were reduced from 1.54 mmol gcat

−1 to 0.90 mmol gcat
−1

when using CeNiO3 with the gelatin concentration increasing
© 2024 The Author(s). Published by the Royal Society of Chemistry
from 0.05 g to 0.2 g. The results were further supported by
CHNS–O analysis, which is summarized in Table 2.
N2 adsorption/desorption analysis

The textural properties of CeNiO3 perovskite were analyzed
using N2 adsorption–desorption analysis (ESI, Fig. S2†).
According to the IUPAC porosity classication, CeNiO3 perov-
skites synthesized using 0.05 g and 0.1 g gelatin show type IV
isotherms,45 indicating the formation of mesoporous struc-
tures. The isotherm also exhibits a hysteresis loop H3 due to the
capillary condensation occurring in mesoporous structures.
However, CeNiO3 obtained using 0.2 g gelatin shows a very slow
nitrogen uptake up to P/Po = 0.9, resembling a type III nonpo-
rous material. All the catalysts show strong adsorption at high
relative pressure, indicating the presence of large pores. Large
pores are benecial for the diffusion of adsorbate gas. There is
a trend in the surface area with adding more gelatin. CeNiO3

perovskite with 0.05 g concentration of gelatin has a surface
area of 17.65 m2 g−1. At 0.1 g of gelatin, the surface area reduced
RSC Sustainability, 2024, 2, 3806–3816 | 3809
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Table 3 Textural properties of CeNiO3 perovskites

Catalysts
BET surface
area (m2 g−1)

Pore volume
(cm3 g−1)

Pore diameter
(nm)

CeNiO3-0.05G calcined 17.65 0.055 10.4
Post-reaction 74.18 0.19 8.5
CeNiO3-0.10G calcined 13.30 0.044 11.3
Post-reaction 58.72 0.18 9.98
CeNiO3-0.20G calcined 11.48 0.072 21.05
Post-reaction 35.45 0.1 11.03
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to 13.30 m2 g−1, while increasing the gelatin concentration to
0.20 g signicantly reduced the surface area of CeNiO3 to 11.48
m2 g−1 (Table 3).

N2 analysis was also conducted on the catalysts recovered
from a 24 h dry reforming reaction at 600 °C. There is clear
evidence of changes in the N2 isotherm with a higher N2 uptake
compared to the fresh catalysts (ESI, Fig. S2†). All CeNiO3

catalysts displayed a larger hysteresis loop at P/Po = 0.4 to 0.9,
indicating the formation of mesoporous structures. The surface
area enhances to 35.45 m2 g−1 for CeNiO3-0.2G, 58.72 m

2 g−1 for
CeNiO3-0.1G and 74.18 m2 g−1 for CeNiO3-0.05G. The surface
areas of CeNiO3 catalysts were enhanced due to the formation of
porous carbon as the by-product of carbon deposition on the
catalysts during long catalytic reactions.

HR-TEM analysis

High resolution transmission electron microscopy (HR-TEM)
was employed to study the morphology of CeNiO3-0.1G aer
calcination and a 24 h DRM reaction at 600 °C (Fig. 5a). The
average estimated particle size of calcined CeNiO3 perovskite
was 43.7 nm (Fig. 5g). The selected area electron diffraction
pattern (SAED) shows (111), (200), (222), (400) and (220) lattice
planes, which conrm the formation of CeNiO3 perovskite
(Fig. 5b). The HR-TEM image aer 24 hours of the DRM reaction
shows the exsolution of Ni from CeNiO3 and the formation of
carbon nanotubes (Fig. 5c). The estimated particle size of
CeNiO3 perovskite aer DRM was 71.5 nm, slightly larger than
the calcined catalysts due to particle sintering (Fig. 5h). The
SAED pattern shows the enlargement of (220) and (111) lattice
planes, implying CeO2 phase formation aer the reduction of
CeNiO3 perovskite (Fig. 5d). By comparing the TEM images of
calcined and post-reaction CeNiO3, Ni nanoparticles were
observed as large nanoparticles at ∼8 nm and small nano-
particles at ∼1 nm (Fig. 5f). The results show non-uniform
exsolution of Ni from CeNiO3 aer a 24 h reaction. Fig. 5e
shows the formation of carbon nanotubes on post-reaction
catalysts with a lattice diameter of 0.34 nm. The carbon nano-
tube diameter was estimated to be 45 nm. The carbon nanotube
existed as crystalline carbon with no distinguishable amor-
phous carbon shell.

XPS analysis

Fig. 6 shows the XPS analysis of CeNiO3-0.1G aer calcination at
900 °C and aer a 24 h dry reforming reaction at 600 °C. The Ni
3810 | RSC Sustainability, 2024, 2, 3806–3816
2p spectra of calcined CeNiO3 show peaks at 853.5 eV and
855.2 eV ascribed to Ni2+ of NiO and Ni3+ of Ni2O3.46–48 Ni exists
as NiO, occupying the B-sites of CeNiO3 and the under-
coordinated Ni defects. The uncoordinated Ni3+ species implies
the presence of Ni2+ vacancies that may act as active sites for
C–H dissociation. Post-reaction catalysts show binding energy
shis to 852.5 eV, implying NiO reduction to Ni metal aer the
dry reforming reaction.49 The second Ni 2p peak shied to
a higher binding energy of ∼856.5 eV, presumably due to the
formation of NiOOH species.50 NiO was exsolved from the
perovskite structure, forming Ni nanoparticles on CeO2

surfaces. Following CH4 decomposition, Ni was partially
oxidized on the surface, forming NiO(OH) species. The changes
in Ni 2p binding energy prove the changes in the Ni environ-
ment following 24 h of reactions.

The Ce 3d spectra conrm the presence of Ce3+ and Ce4+ in
CeNiO3 before and aer the catalytic reaction. The deconvo-
luted peaks divided the spectra into ve pairs of 3d5/2 and 3d3/2
spin–orbit components, representing the electronic transition
between Ce4+ and Ce3+. The high intensity peaks at 882.2 eV,
900.8 eV, 898.1 eV, and 916.2 eV and the medium intensity
peaks at 888.8 eV and 906.9 eV are assigned to Ce4+. The low
intensity peaks at 885.5 eV and 903.9 eV are assigned to Ce3+

cations.51 Increased concentrations of Ce3+ species are evident
on the catalyst aer a 24 h reaction. The ratios between Ce4+ and
Ce3+ were determined based on the sums of the integrated peak
areas of each species. The intensities of Ce3+ peaks increase
relative to the Ce4+ peak aer a prolonged catalytic reaction. The
oxidation of adsorbed C species involves the mobility of oxygen
on CeO2. The transition of tetravalent Ce4+ to trivalent Ce3+

correlates with the formation of oxygen vacancies.52 A detailed
analysis of surface oxygen species was conducted based on O 1s
spectra. The O 1s spectra revealed a peak at 529.2 eV due to
lattice oxygen species. The peak at 531.0 eV is assigned to the
surface hydroxyl group and is used to imply the presence of
defective oxygen. The peak at 533.0 eV is ascribed to oxygen
bonded to carbon species. An increase in surface oxygen
vacancies was observed on the post-reaction catalysts based on
the enhanced surface hydroxyl group peak at 531.0 eV. The
composition of oxygen from the carbonyl compound (O–C) was
also enhanced to 13.73%. The percentage of O 1s species
tabulated in Table 4 shows the enhanced concentration of O–C
and O–H. The shi to higher BE, ascribed to the less electron-
rich oxygen species in the adsorbed state, represents the
surface oxygen vacancies generated following Ni exsolution. The
results are in agreement with the increased Ce3+ peaks aer
catalytic reactions. The reducibility of Ce4+ to Ce3+ is respon-
sible for fast oxygen vacancy production and promotes carbon
oxidation to CO.

The nature of the C 1s peak of the fresh and post-reaction
catalysts provides information on the carbon deposition aer
the reaction. The rst peak at 284.4 eV indicates the sp2 C]C
bond of graphite carbon.53 Note that adventitious carbon
appeared at 284.4 eV as the major C 1s peak on the fresh cata-
lysts,54 together with the C–C peak at 285.8 eV, the C]O peak at
287.5 eV and the C]O peak at 288.4 eV. The calcined samples
were dominated by graphitic C]C carbon at 69%. Five carbon
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 HR-TEM images of (a) calcined CeNiO3-0.1G perovskite; (b) SAED pattern; (c) HR-TEM images of CeNiO3 after DRM; (d) SAED pattern; (e)
carbon nanotube on post-reaction CeNiO3; (f) Ni nanoparticles on CeO2 after a 24 h reaction: (g) particle size distribution of CeNiO3-0.1G after
calcination; and (h) particle size distribution of CeNiO3-0.1G after 24 h DRM reaction.

Paper RSC Sustainability

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 3

0 
d’

oc
tu

br
e 

20
24

. D
ow

nl
oa

de
d 

on
 2

5/
2/

20
26

 1
:1

0:
47

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
species were determined for the post-reaction catalyst, with an
additional carboxyl or ester carbon COO– peak at 290.5 eV.55 The
peak at 284.4 eV is ascribed to the graphitic sp2 C]C carbon
nanotube as evidenced by HRTEM analysis. Another small peak
at 285.8 eV indicates C–C and C–H hydrocarbon.56 The third
peak at 287.5 eV is assigned to the C–O bond, while the peak at
288.4 eV is assigned to the C]O bond.57 It appears that graphite
C–C carbon is the main composition with 76% concentration.
Catalytic performance

All CeNiO3 perovskites were reduced in situ before the reaction
using 20 mL min−1 of hydrogen at 500 °C for 3 hours. Catalytic
activity was investigated for a long-term reaction at 600 °C for 24
hours (Fig. 7). CeNiO3-0.05G displayed stable CH4 conversion at
© 2024 The Author(s). Published by the Royal Society of Chemistry
50% throughout the 24 h catalytic reaction (Fig. 7a). Approxi-
mately similar CO2 conversion was observed at 48%, although
the catalysts experienced an induction period within three
hours of the reaction. CeNiO3 underwent exsolution to form Ni/
CeO2 under hydrogen pre-treatment. The induction period
during the catalytic reaction might suggest that the exsolution
of Ni nanoparticles continuously occurred following the intro-
duction of CH4/CO2 mixtures until they reached a steady state.
The generation of oxygen vacancies from the Ce4+/Ce3+ transi-
tion enhanced CO2 adsorption and reduction to carbon
monoxide. Consequently, the H2/CO ratios were gradually
reduced to reach 0.85 at 24 h of reaction (Fig. 7d). A 60 h
stability test was performed on CeNiO3 perovskite synthesized
using 0.1 g of gelatin. The CeNiO3 showed a higher CH4
RSC Sustainability, 2024, 2, 3806–3816 | 3811
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Fig. 6 XPS analysis of (a) Ni 2p, (b) Ce 3d, (c) O 1s, and (d) C 1s of
CeNiO3 (0.1 g gelatin) after calcination at 900 °C and the catalyst
recovered from 24 h dry reforming at 600 °C.

Fig. 7 Catalytic activity for a 24 h dry reforming reaction at 600 °C
using CeNiO3 perovskite: CH4 and CO2 conversion using (a) CeNiO3-
0.05 G catalyst; (b) CeNiO3-0.1G catalyst; (c) CeNiO3-0.2G catalyst;
and (d) H2/CO ratios.
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conversion than CO2 within ve hours of the reaction (Fig. 7b).
The CH4 conversion was gradually reduced to reach approxi-
mately similar CO2 conversion of 52%. The H2/CO ratio was
initially high at ∼0.95 and then continued to decrease with
time, reaching stability at 0.87 between 9 and 60 hours of the
reaction. In contrast, the CO2 and CH4 conversion of CeNiO3

synthesized using 0.2 g of gelatin is stable for 24 h at 74% and
51%, respectively (Fig. 7c). Due to a higher conversion of CH4

than CO2, the ratio of H2/CO exceeds 1.0, reaching ∼1.6
throughout the 24 h reaction.

The deviation of the H2/CO ratio from stoichiometry is due to
side reaction reactions that take place, such as reverse water gas
shi reaction (RWGS) (eqn (2)) and Boudouard reaction
(eqn (3)). In CeNiO3 synthesized using 0.05 g and 0.1 g gelatin,
the low H2/CO < 1 may be due to the reaction of hydrogen with
CO2 via a reverse water gas shi reaction. This step further
enhances CO production, thus causing less hydrogen yield
Table 4 XPS analysis of CeNiO3-0.1G after calcination and 24 h dry refor
energy (eV) for the C 1s components, and the O 1s surface composition

Cat. [Ce4+]/[Ce3+]

C 1s percentage (atom%)

C]C
(284.8 eV)

C–C
(285.8 eV)

C–O
(287.5 eV)

Calcined 14.41 69.52 8.34 6.98
Post-reaction 10.86 79.99 10.20 5.17

3812 | RSC Sustainability, 2024, 2, 3806–3816
despite achieving approximately similar CO2 and CH4 conver-
sion. However, for CeNiO3 obtained using 0.2 g gelatin, a high
surface area of Ni caused the fast decomposition of CH4 into
hydrogen gas. Interestingly, the catalysts were highly stable
despite the formation of graphitic carbon, as evidenced by XRD,
TEM, and TPR analysis. Based on N2 adsorption and TEM
analysis, the graphitic carbon was identied as a highly porous
carbon nanotube. Therefore, there is a possibility that the
porous carbon allows diffusion of CO2/CH4 gases to reach active
sites, thus preventing deactivation.

Based on the difference in the catalytic performance of
CeNiO3 perovskite with 0.05 g and 0.20 g of gelatin, the catalysts
were investigated at different reaction temperatures. The
performance of CeNiO3 perovskite was studied at 400–600 °C
under a constant ow of 20 mLmin−1 mixed CO2/CH4/N2 gases.
Fig. 8(a–c) shows the plot of methane conversion, carbon
dioxide conversion and the H2/CO ratio at different tempera-
tures. Initially, carbon dioxide conversion, methane conversion,
and the H2/CO ratio are low at 400 °C with less than 10%
conversion. However, CeNiO3 synthesized using 0.2 g gelatin
concentration exhibited 9.22% CH4 conversion and 10.04% CO2

conversion to give 1.26 H2/CO ratios. The catalytic performance
was slightly higher than that of CeNiO3 obtained at lower
gelatin concentrations. There was an exponential rise in CH4

and CO2 conversion with increased temperatures. The highest
ming of methane at 600 °C; the [Ce4+]/[Ce3+] atomic ratio, the binding

O 1s percentage (atom%)

C]O
(288.4 eV)

COO–
(290.5 eV)

Ol

(529.1 eV)
OOH

(531.03 eV)
Ooc
(533.31)

15.17 — 57.73 38.01 4.19
2.23 2.27 43.15 43.12 13.73

© 2024 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4su00268g


Fig. 8 Catalytic performance of CeNiO3 perovskites at different
temperatures: (a) CH4 conversion; (b) CO2 conversion; and (c) H2/CO
ratios from CeNiO3-0.05G, CeNiO3-0.1G and CeNiO3-0.2G.
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69.62% CH4 conversion with 49.05% carbon dioxide conversion
was obtained on CeNiO3(0.20) to give a H2/CO ratio of 1.54.
CeNiO3 synthesized at 0.2 g gelatin concentration shows
a higher catalytic conversion to CH4 than CO2, resulting in
a higher H2/CO ratio.
In situ DRIFTS analysis

In situ DRIFTS analysis was performed to investigate interme-
diate species in the DRM reaction at different temperatures
(Fig. 9). The catalyst was reduced with hydrogen under
a constant ow of 20 mL min−1 at 500 °C before the DRM
reaction. CH4 gas owed to the CeNiO3-0.2G in the DRIFTS cell.
The CH4 peak was identied by a strong absorbance band at
3007 cm−1 and 1298 cm−1, corresponding to the symmetric CH4

bond. The gradual growth of the 2838 cm−1 band implies the
dissociation of CH4 on the Ni metal surface into CH*

3. The band
was accompanied by the slow growth of the 1860 cm−1 peak
assigned to the C]O stretch. The results imply that CH4 is
Fig. 9 In situ DRIFTS spectra of CeNiO3 perovskite (0.2 g gelatin)
under continuous flows of CH4, CO2 and a mixture of CO2 and CH4 at
600 °C.

© 2024 The Author(s). Published by the Royal Society of Chemistry
dissociated via multiple C–H dissociation steps on the metal
surface, forming adsorbed carbon on Ni. The surface oxygen on
CeO2 might react with adsorbed carbon at the Ni/CeO2 inter-
face, forming adsorbed carbonate species. The suggestion was
conrmed by the peak assigned to carbonate and bicarbonate in
the 1742–1389 cm−1 region. The peak at 1742 cm−1 was also
identied as a cerium oxycarbonate species (Ce2O2CO3).19 The
peak at 2312 cm−1 implies the reaction of CH4 with surface
oxygen on the CeO2, forming adsorbed –CO3 species. The Ni
surface is selective to CH4 dissociation into atomic C. However,
since CeO2 has high oxygen mobility, it is clear from DRIFTS
analysis that the adsorbed carbon reacts with surface oxygen to
form adsorbed carbonate. However, the adsorbed carbonate is
strongly attached to the surface, based on the increased inten-
sity of such species with prolonged holding temperatures at
600 °C.

CO2 adsorption on the catalysts was carried out at 600 °C.
Note that the CeNiO3 was treated again with a H2 ow at 500 °C
before CO2 was introduced. The peak assigned to the absorbed
*CO2 gas phase was observed between 2500 and 2250 cm−1. The
small peak assigned to bidentate carbonate *bCO3

2− was
observed at 1743 and 1646 cm−1. Additionally, the bidentate
CO3 peak was also observed at 1040 cm−1. The peak at
1455 cm−1 refers to monodentate carbonate. The intensity of
the bidentate carbonate band is higher than that of mono-
dentate carbonate. The bicarbonate peak (HCO3

−) was observed
at 1425 cm−1, implying the reaction of CO2 with the surface
OH− species.

Different FTIR bands appeared aer introducing mixed
methane and carbon dioxide gases. The broad band at
2313 cm−1 is assigned to gaseous carbon dioxide, while the
bands at 1306 cm−1, 1336 cm−1 and 3010 cm−1 represent
gaseous methane.19 A negative methane peak at 3010 cm−1 was
observed with increasing time at 600 °C, implying CH4

decomposition during the DRM reaction. Monodentate
carbonate and bidentate carbonate bands at 1455 cm−1 and
1510 cm−1 gained intensity in the presence of CH4. The bicar-
bonate absorption band was also observed at 1643 cm−1. A new
species was observed at 2116 cm−1 assigned to CO formation.
The peak at 1745 cm−1 was also identied as a cerium oxy-
carbonate species (Ce2O2CO3).19 The Ce2O2CO3 species play
a vital role as intermediates for removing the deposited carbon
from the active metal during DRM. The formed Ce2O3 under
reducing condition generates Ce3+ that reacted with CO2 to
form Ce2O2CO3 species. The presence of Ce3+ was observed in
XPS analysis. The lower intensity of Ce2O2CO3 species in the
CH4 + CO2 mixture compared to CH4 gas only further evidenced
the removal of deposited carbon from CeNiO3. Another IR-band
was observed at 2116 cm−1, representing carbon monoxide
formation during the reaction. These C–O bands begin to
appear following CH4 addition, which further supports the
Ce2O2CO3 species as vital intermediates for the oxidation of the
dissociated oxygen atom from CO2. Methane adsorption and
dissociation occur at the surface of Ni active metal, while carbon
dioxide adsorption and dissociation occur at the CeO2 support.
Carbon dioxide is absorbed on the oxygen vacancies of CeO2 as
bicarbonate species before undergoing oxygen dissociation to
RSC Sustainability, 2024, 2, 3806–3816 | 3813
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form Ce2O2CO3 species. The proposed mechanism for the
reaction is given below.

CH4 + Ni / CH4–Ni (4)

CH4–Ni / C–Ni + 2H2 (5)

Ce2O3 + CO2 / Ce2O2CO3 (6)

Ce2O2CO3 + C–Ni / 2CO + Ni* + CeO2 (7)

The difference in catalytic performance for CeNiO3 catalysts
synthesized using different gelatin concentrations might give
insights into the structural properties of catalysts. In dry
reforming of methane, CH4 decomposed on the Ni via consec-
utive bond dissociation, producing adsorbed carbon species.
CO2 is absorbed on the CeO2 surface, occupying surface oxygen
vacancies that subsequently weaken the C–O bond. The disso-
ciated oxygen migrated to the Ni/CeO2 interface for the oxida-
tion of adsorbed C as CO, while the CO leaves the CeO2 surfaces.
Strong CH4 dissociation potential caused the conversion to
deviate from the stoichiometric CO2 : CH4 ratio. As suggested by
characterization data, the high dispersion of Ni on the CeO2

surface, via either a high degree of NiO exsolution or the
formation of uncoordinated Ni species, readily absorbs and
dissociates CH4 into H2 gas. There is also a possibility that the
generated H2 reacts with the CO2 reactant, producing CO
through a reverse water gas shi reaction (eqn (2)). This step
may be possible on CeNiO3-0.1 G and CeNiO3-0.05G because,
despite similar CO2 and CH4 conversion, the H2/CO ratio was
less than 1. In the synthesis of CeNiO3 perovskite, gelatin
controlled the Ni2+ ion mobility in the cross-linked gel
precursor. The Ni–gelatin complex inadvertently restricts the
contact of Ni with the Ce2+ cation. At high gelatin concentra-
tions, gelatin as a chelating agent might heavily saturate Ni2+.
The slow mobility of Ni2+ leads to the formation of uncoordi-
nated Ni species, which causes deposition as NiO nanoparticles.
The formation of uncoordinated NiO species alongside the
main phase CeNiO3 perovskite leads to a strong CH4 dissocia-
tion site. Consequently, CeNiO3-0.2G, obtained at high gelatin
concentration, produced H2/CO ratios >1.
Conclusion

Using gelatin at different concentrations to produce CeNiO3

perovskite nanoparticles for dry reforming of methane signi-
cantly affects the stoichiometric H2/CO formation. The prefer-
ence for CH4 decomposition on Ni metal surfaces was observed
on CeNiO3-0.2G due to the increase of the Ni surface area to 10
m2 g−1. Stoichiometric CH4 and CO2 conversion were achieved
on CeNiO3 obtained using low gelatin concentration (0.05 g and
0.1 g), suggesting that the exsolution of Ni from CeNiO3

prevents fast methane decomposition. The expansion of the
CeO2 unit cells aer the reaction suggests the exsolution of Ni
from CeNiO3 perovskite. Gelatin, as amine-based chelating
agent, coordinates with Ni ions from the lone pair electrons on
the nitrogen, forming octahedral binding. An optimized
3814 | RSC Sustainability, 2024, 2, 3806–3816
chelating agent amount is essential for forming stable metal ion
bonds. Gelatin reduced Ni mobility in the cross-linked gel
precursor, restricting the contact between the cations. There-
fore, gelatin facilitates uniformity in the particle size distribu-
tion and forms smaller particles. However, at higher gelatin
concentrations, the reduced Ni mobility may restrict the self-
assembly of CeNiO3 perovskite. CeNiO3 perovskite shows cata-
lytic stability at 600 °C with a H2/CO ratio of ∼8.5 when
produced using low gelatin amounts (0.05 g and 0.1 g).
Experimental
Materials

Cerium nitrate hexahydrate (Ce(NO3)3$6H2O, Merck, >99%),
nickel nitrate hexahydrate (Ni(NO3)2$6H2O, Merck, >99%),
gelatin (bovine skin type B, Sigma Aldrich) and distilled water
were directly used without further purication.
Catalyst preparation

The synthesis of CeNiO3 was conducted based on previous
studies with slight modications.23 The amount of gelatin was
varied to obtain the weight ratios of gelatin to the nal product
of 1 : 0.01 (0.05 g gelatin), 1 : 0.03 (0.1 g gelatin) and 1 : 0.06
(0.2 g gelatin). Gelatin was used as a chelating agent for Ni to
synthesize CeNiO3 perovskites.58 Gelatin was dissolved in
distilled water (30 g) and stirred at 50 °C for 30 min to obtain
a clear solution. Equimolar solutions of metal nitrates such as
Ce(NO3)2$6H2O and Ni(NO3)2$6H2O were added to the solution
and stirred at 70 °C. The solution temperature was raised to 90 °
C using a hot plate and stirring until the solution turned into
a gel. The gel was heated in a muffle furnace with double
calcination. Firstly, the gel was calcined at 350 °C for 2 hours to
obtain a dried powder. This powder was ground and calcined at
900 °C for 4 hours at a ramping rate of 5 °C min−1. The purpose
of double calcination is to remove the impurities to form a high
purity product.
Characterization

The properties of the perovskite were investigated using a Shi-
madzu XRD-7000 with Cu Ka 1.5418 Å radiation. The scan rate
was 5°min−1 in the 2q range of 10°–90° and the crystal structure
was analyzed using X'Pert High Score Plus soware. The lattice
parameters are calculated using eqn (8),

a ¼ l

2 sin q

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
h2 þ k2 þ l2

p
(8)

where l is the Cu Ka wavelength, q is the Bragg angle, and hkl is
Miller's index.

H2-TPR analyses were performed using a ChemBET Pulsar
TPR/TPD equipped with a thermal conductivity detector. H2-
TPR analyses involve the activation of the catalyst with H2 at
a high temperature of 900 °C with a ramping rate of 10 °
C min−1. A very small amount of samples, i.e. 20 mg, was placed
in a U-shaped tube. The textural properties of perovskites were
measured using N2-physisorption using a Micromeritics
ASAP2020 instrument at 77 K. The Brunauer–Emmett–Teller
© 2024 The Author(s). Published by the Royal Society of Chemistry
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(BET) method was employed to determine the surface area of
the catalyst, while the pore diameter of the catalyst was deter-
mined by applying the Barrett–Joyner–Halenda (BJH) method
using nitrogen isotherms. X-ray photoelectron spectroscopy
(XPS) analysis was performed using a Kratos Axis Ultra-DLD XPS
spectrometer with a monochromatic Al Ka source (75–150 W)
and an analyzer pass energy of 160 eV for survey scans or 40 eV
for detailed scans. High-resolution transmission electron
microscopy (Tecnai G2 20S) determined the nanostructure and
surface morphology. Raman spectra were recorded using
a Scanner 5.0 Raman system assembled at National Taiwan
University with a 532 nm wavelength laser.
Catalytic dry reforming reaction

The catalytic activity of CeNiO3 was determined in a tubular
xed bed quartz reactor with a 4 mm internal diameter and
40 cm length. CeNiO3 was reduced in situ with pure hydrogen at
20 mL min−1 at 500 °C for 3 hours before the reaction. The H2

gas was switched to a mixed gas containing 25% CO2 and 25%
CH4 in nitrogen at 20 mL min−1 aer the furnace reached room
temperature. The ow rates of gases were controlled using
calibrated mass ow controllers (MFCs). Online gas chroma-
tography (GC), which is equipped with thermal conductivity
(TCD) and ame ionizing (FID) detectors, was used for the
analysis of the reaction mixture.

The conversion of the reactants was calculated using the
following formula:

XCH4
¼ PCH4;in

� PCH4;out

PCH4;in

� 100% (9)

XCO2
¼ PCO2;in

� PCO2;out

PCO2;in

� 100% (10)

where XCH4
represent the % conversion of CH4, XCO2

represents
the % conversion of CO2, PCH4,in and PCH4,out are the peak areas
of CH4 before and aer the reaction, and PCO2,in and PCO2,out are
the peak areas of CO2 before and aer the reaction.
Conclusions

Using gelatin at different concentrations to produce CeNiO3

perovskite nanoparticles for dry reforming of methane has
a signicant effect on stoichiometric H2/CO formation. The
preference for CH4 decomposition on Ni metal surfaces was
observed on CeNiO3-0.2G due to the increase of the Ni surface
area. Stoichiometric CH4 and CO2 conversion was achieved on
CeNiO3 obtained using low gelatin concentration (0.05 g and 0.1
g), which suggests that control exsolution of Ni from CeNiO3

prevents fast methane decomposition. The shi of the CeO2

(111) plane to lower 2q aer the reaction suggests the exsolution
of Ni from CeNiO3-0.05G perovskite. Meanwhile, CeNiO3-0.2G
shows a similar peak position, suggesting that NiO was depos-
ited on CeO2 at high gelatin concentration, instead of being
incorporated into CeNiO3 perovskite. Gelatin as an amine based
chelating agent coordinates with Ni ions from the lone pair of
electrons on the nitrogen, forming octahedral binding. An
© 2024 The Author(s). Published by the Royal Society of Chemistry
optimized chelating agent amount is essential to form stable
bonds of metal ions. Gelatin reduced Ni mobility in the cross-
linked gel precursor, restricting the contact between the Ni
and Ce cations. Therefore, gelatin facilitates uniformity in the
particle size distribution and forms smaller particles. However,
at higher gelatin concentrations, the reduced Ni mobility may
restrict the self-assembly of CeNiO3 perovskite. CeNiO3 perov-
skite shows catalytic stability at 600 °C with a H2/CO ratio close
of 0.85 when produced using low gelatin amounts (0.05 g and
0.1 g).
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