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Agqueous zinc-ion batteries (AZIBs) have garnered increasing attention as next-generation rechargeable bat-
teries owing to their inherent safety, environmental friendliness, and cost-effectiveness, which was not fully
provided by conventional lithium-ion batteries (LIBs). However, establishing AZIBs as viable alternatives to
LIBs requires substantial improvements in energy density. While cathode design has traditionally been
regarded as a primary factor, system-level enhancement requires not only increased operating voltage and
charge storage capacity but also a reduction in electrochemically inactive components. In this review, we
provide a comprehensive discussion of multi-faceted strategies for maximizing the energy density of AZIBs.
From the cathode perspective, increasing areal capacity through high-mass-loading electrodes and devel-
oping cathode materials with both high voltage and large capacity are essential. Unfortunately, aqueous
electrolytes remain constrained by the narrow electrochemical stability window, which prompts strategies
to suppress water decomposition and enable high-voltage operation. On the anode side, metallic zinc (Zn)
foil is typically employed and excess Zn is often required to ensure long-term stability, which further
reduces practical energy density. Separators, despite being less emphasized, also play a significant role
because conventional glass fiber separators are thick and heavy, impeding energy density optimization.
Accordingly, developing advanced separators with reduced thickness and improved electrochemical pro-
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perties becomes increasingly important. This review identifies key limitations that constrain the energy
density of AZIBs and explores viable strategies and future design directions toward high-energy-density
realization. We anticipate that a system-level perspective will offer valuable insight into the development of

rsc.li/EESBatteries next-generation AZIBs and support their positioning as competitive alternatives to LIBs.

Broader context

Growing interest in environmentally benign and sustainable energy technologies has extended to the field of energy storage. However, conventional lithium-ion
batteries (LIBs) face inherent limitations, and the exploration of alternative systems has become essential. Among them, aqueous zinc-ion batteries (AZIBs) have
attracted considerable attention owing to their intrinsic safety, cost-effectiveness, and environmental compatibility. Despite these advantages, their relatively low
energy density remains a critical obstacle to practical implementation. The insufficient energy density stems not only from cathode limitations but also from
various system components, such as the anode, electrolyte, and separator. Therefore, improving energy density demands a holistic approach that goes beyond
cathode optimization, incorporating strategies to minimize the negative-to-positive capacity ratio and reduce the fraction of electrochemically inactive constitu-
ents. In this context, we highlight recent progress in both material and system-level strategies for enhancing the energy density of AZIBs. Furthermore, by criti-
cally examining the limitations of each component, we aim to provide valuable insights into emerging opportunities. Consequently, continued advancement
along these directions is expected to accelerate the practical realization of AZIBs for next-generation energy storage applications.

between 2050 and 2060."? Realizing carbon neutrality requires
the widespread adoption of renewable energy sources such as

1. Introduction

In response to global concerns regarding environmental degra-
dation, global momentum has been building toward carbon
neutrality targets that aim to achieve net-zero emissions
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solar and wind power, but their intermittent and inherently
variable nature imposes a fundamental constraint on main-
taining a stable and continuous energy supply.>* As a result,
the development of grid-scale energy storage systems is essen-
tial for the reliable integration of renewable energy into
modern power infrastructures.”” Beyond grid applications,
energy storage technologies also provide a crucial bridge to

© 2025 The Author(s). Published by the Royal Society of Chemistry
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other sectors critical for decarbonization. The electrification of
transportation, which accounts for another foundational pillar
in efforts to combat climate change, necessitates energy
storage systems that can replace internal combustion engines
with dependable and efficient alternatives.®*° In this context,
rechargeable batteries that efficiently store energy and deliver
it on demand are regarded as indispensable for realizing a sus-
tainable future.

Lithium-ion batteries (LIBs) have emerged as the prevailing
rechargeable battery across a broad range of applications due
to their high energy density, low self-discharge rate, and light-
weight design."'™ However, key components in LIBs face
challenges stemming from low crustal abundance and geopoli-
tical issues, and the accelerating deployment of LIBs has inten-
sified concerns regarding raw material depletion and long-
term supply security.'® Moreover, the extreme sensitivity of
LIBs to moisture requires dry-room environments, which sub-
stantially increase manufacturing expenditure.’>'® The use of
flammable organic electrolytes also introduces inherent safety
hazards and exacerbates environmental concerns.'”'® Taken
together, these limitations have collectively prompted growing
interest in the development of safe and sustainable alterna-
tives to LIBs. Aqueous zinc-ion batteries (AZIBs) have gained
considerable attention as promising post-LIB candidates, as
they utilize Earth-abundant and cost-effective zinc (Zn) metal
as the anode and employ intrinsically safe water-based
electrolytes.’®?* In addition, AZIBs benefit from stable and
accessible raw material supply chains, contributing to lower
system-level costs.>** For instance, the market price of MnO,
cathode material for AZIBs (~2.3 USD per kg) is more than an
order of magnitude lower than that of the widely adopted
lithium nickel cobalt manganese oxide (LiNiyC0y,Mng 05,
NCM622) cathode used in LIBs (~25 USD per kg).>°
Furthermore, Zn is extensively utilized in industrial fields and
is supported by mature recycling infrastructures, providing
greater resilience to resource volatility compared with lithium-
based systems.?” Electrochemically, Zn anodes exhibit a low
redox potential (—0.76 V vs. standard hydrogen electrode) and
enable multivalent charge transfer, leading to a high volu-
metric capacity of 5855 mAh cm2.>%*° Moreover, water-based
electrolytes enhance the environmental compatibility of AZIBs
while offering higher ionic conductivity (up to 1 S cm™') than
organic solvent-based electrolytes (<10 mS cm™') and facilitat-
ing fabrication under ambient conditions, which further
underscores the practical advantages of AZIBs.**>

However, AZIBs still face several critical challenges that
should be addressed to enable practical deployment. One of
the key limitations lies in the low reversibility of the Zn anode
and the chemical/electrochemical instability of the aqueous
electrolyte.’*** Ideally, Zn should dissolve and deposit reversi-
bly across the electrode surface during cycling, but in practice,
nonuniform electric field distribution and ionic concentration
gradients often promote localized metal growth, resulting in
the formation of Zn dendrites.>**® The induced dendritic mor-
phology can cause internal short circuits and intensify para-
sitic reactions at the interface between the Zn anode and the
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electrolyte, thereby degrading electrochemical
performance.’”*® Additionally, mild acidic aqueous electro-
Iytes (pH 4-6) can accelerate Zn corrosion, while other detri-
mental reactions, such as the hydrogen evolution reaction
(HER) and the formation of insulating surface layers, further
contribute to  electrolyte depletion and electrode
deterioration.**™' Consequently, these cumulative effects
increase internal resistance and compromise long-term cycling
stability, which poses an obstacle to the practical viability of
AZIBs. However, these reversibility-related issues are not the
sole factor limiting the commercial viability of AZIBs. In fact,
overcoming the inherently low energy density of AZIB systems
is equally or more important for ensuring their practical appli-
cability. Furthermore, meeting energy density requirements
necessitates advancements not only in the development of
electrode materials but also in the design of all battery com-
ponents, encompassing both electrochemically active and inac-
tive parts.

2. Fundamentals and challenges of
energy density in AZIBs

While recent efforts have primarily focused on improving the
reversibility and lifespan of the Zn anode, the issue of low
energy density in AZIB systems remains underappreciated.
However, this often-overlooked drawback also plays a signifi-
cantly decisive role in hindering the real-world applicability of
AZIBs, particularly in energy-intensive applications. Although
AZIBs offer lower production costs per unit energy (~100 USD
per kWh) compared with LIBs (~130 USD per kWh), their rela-
tively inferior energy densities impose significant spatial and
weight constraints, particularly in applications where compact
and lightweight configurations are required.*” Furthermore,
despite the theoretically high capacity of the Zn anode, the
practical energy density of AZIBs falls short due to the cumu-
lative contributions of other cell components and architectural
limitations. The severity of the energy density gap is evident
even when benchmarked against lithium iron phosphate (LFP,
LiFePO,), a cathode known for its lower cost and moderate
energy density.** As a result, overcoming these issues is essen-
tial for enabling practical deployment of AZIBs, as they are un-
likely to function as a comprehensive replacement for estab-
lished LIB technologies without resolving such constraints.
Notably, the persistent gap underscores a critical limitation
that cannot be addressed through cathode material optimiz-
ation alone but rather requires system-level strategies to fully
unlock the potential of AZIBs. Energy density, defined as the
amount of energy stored per unit volume or mass of a battery
system, can be expressed as: energy density (Wh g~' or Wh
em™?) = cell capacity (mAh) x working voltage (V) x (mass or
volume)™ (g7" or em™?).** Strategically, energy density has
typically been improved through the development of advanced
active materials that increase cell capacity or through the use
of high-working-voltage electrode pairs that elevate the operat-
ing potential. For AZIBs, in which Zn>" serves as the charge
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transfer cation and metallic Zn functions directly as the anode
active material, the redox potential of the cathode becomes the
dominant determinant of the overall cell voltage. In addition,
given the electrochemical constraints on the areal capacity of
Zn anodes, developing or redesigning the cathode is also
essential for increasing the total capacity of the full cell.
Although improvements in active material-level properties
have garnered considerable attention, attaining practically
high energy density in AZIBs demands a broader set of design
considerations.

Inherently, AZIBs are limited by a narrow electrochemical
stability window (ESW) governed by water decomposition,
which restricts the use of high-voltage cathode materials and
places a fundamental constraint on cathode design.*® To over-
come this intrinsic limitation, expanding the ESW through
electrolyte optimization has emerged as a crucial strategy,
enabling stabilization of redox reactions at higher voltages.
This, in turn, allows for the practical pairing of aqueous elec-
trolytes with high-voltage cathode materials, which were pre-
viously inaccessible under conventional aqueous conditions.
Tailoring cathode structure and composition to enhance
specific capacity also represents a key avenue for increasing
the intrinsic energy storage capability of the cathode, thereby
contributing to overall energy density. Moreover, it is critical to
reduce the volume and mass of electrochemically inactive com-
ponents at the cell level to maximize practical energy density.
For instance, since Zn anodes store energy through surface
reactions, an increase in Zn volume that remains unexposed to
the electrolyte leads to a greater proportion of electrochemi-
cally inactive material, which reduces the energy density in
turn.*® Therefore, constructing Zn anodes that can remain
stable under high depth-of-discharge (DOD) conditions is
essential. On the cathode side, increasing areal capacity
through the adoption of thick electrodes is a promising

View Article Online

EES Batteries

approach for developing a high-energy-density cell, as it can
minimize the overall proportion of electrochemically inactive
components like current collectors.”*® However, conventional
fluoropolymer-based binders such as poly(vinylidene fluoride)
(PVDF) and poly(tetra fluoroethylene) (PTFE) are incompatible
with thick-electrode configurations because they exhibit poor
wettability toward aqueous electrolytes and insufficient struc-
tural integrity.**>" Meanwhile, commercial thin polyolefin-
based separators commonly employed in LIB systems suffer
from poor wettability with aqueous electrolytes owing to their
hydrocarbon backbones, rendering them unsuitable for
aqueous cells.”>”? In response, glass fiber (GF) separators with
excellent water compatibility have been adopted in AZIBs, but
their considerable thickness and mass remain a structural
obstacle that must be surmounted. Taken together, the above
limitations highlight the need for a system-wide redesign that
considers not only the electrochemical capability of each com-
ponent but also its structural and functional compatibility
within battery architectures. As a result, coordinated refine-
ment of major cell elements is required by replacing widely
used yet suboptimal materials with functionally tailored
alternatives, thereby ensuring both electrochemical stability
and practical performance.

To date, several outstanding reviews have addressed strat-
egies for raising the energy density of AZIBs, with a particular
focus on the development of high-voltage electrolytes, diverse
cathode materials, and their associated mechanisms, which
have reported significant progress toward achieving high-per-
formance AZIBs and offered valuable insights for future
research.”*®® However, for practical deployment, enhancing
the energy density of AZIBs requires an integrated understand-
ing that surpasses individual components and considers all
elements involved in the cell system. Fig. 1 illustrates represen-
tative bottlenecks for each AZIB component and introduces
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Schematic illustration of critical factors preventing high-energy-density AZIBs. Key limitations across various components, including the

anode, cathode, electrolyte, and separator, are highlighted to identify critical bottlenecks.
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key strategies proposed to advance battery performance. In
this review, we systematically discuss the strategies to realize
high-energy-density AZIBs, extending beyond electrolyte and
cathode development to encompass high-DOD anodes, engin-
eering strategies for high-loading cathodes, and separators.
First, approaches for electrolyte design aimed at expanding the
ESW are examined, including strategies such as high-concen-
tration composition and functional additives. Next, studies
employing thin Zn metal anodes are reviewed, with a focus on
increasing DOD while maintaining long-term cycling stability.
Then, cathode development is introduced in terms of two
aspects that involve increasing specific capacity and elevating
operating voltage. In addition, recent efforts to develop appro-
priate binders and ancillary components for thick electrodes
in high-energy-density applications are presented. Thereafter,
the necessity of next-generation separators specified for
aqueous systems is discussed, with particular emphasis on
structural and chemical/electrochemical optimization. Finally,
the review concludes by summarizing the above strategies and
suggesting perspectives on the remaining challenges in realiz-
ing practically viable high-energy-density AZIBs.

3. Electrochemical window tuning
via molecular-level electrolyte design

According to frontier orbital theory, the ESW of an electrolyte
is governed by the relative position of its highest occupied
molecular orbital (HOMO) and lowest unoccupied molecular
orbital (LUMO).°" When the electrode potential exceeds this
HOMO-LUMO gap, parasitic redox reactions may occur.’?
Specifically, electrolyte oxidation can occur at the cathode and
electrolyte reduction at the anode, which leads to the for-
mation of interphase layers on both electrodes in organic
systems.®® In aqueous systems, on the other hand, such reac-
tions trigger the OER at the cathode and the HER at the
anode.®” These parasitic processes cause water decomposition
and lower overall energy efficiency.®® Although various strat-
egies have been proposed to enhance the energy density of
AZIBs, one of the most critical approaches is to broaden the
ESW of the electrolyte, thereby enabling a broader operating
voltage range. While the ESW of aqueous electrolytes can
slightly exceed that of pure water, it remains fundamentally
constrained by the intrinsic ESW of water itself, which is only
about 1.23 V.>® Notably, the Zn/Zn>" redox couple has a poten-
tial of —0.76 V, which lies well below the onset of the HER.®¢
As a result, improving the low-voltage stability is a crucial
requirement for suppressing gas evolution, preventing electro-
lyte decomposition, and enhancing anode reliability.®”
However, since the Zn®" reduction reaction represents the
lowest electrochemical potential available among Zn-related
redox processes, expanding the upper voltage boundary is
more essential for the development of high-voltage AZIBs.
Accordingly, the maximum achievable cell voltage is con-
strained by the onset of the OER. In this context, efforts to pair
the Zn/Zn®" redox couple with high-voltage cathodes face

© 2025 The Author(s). Published by the Royal Society of Chemistry
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similar limitations, as the OER tends to occur either before or
simultaneously with the redox processes of the cathode. This
parasitic reaction not only competes with the desired electro-
chemical processes but also accelerates gas evolution and
interfacial degradation, leading to poor cycling stability. As a
result, suppressing the OER and extending the cathodic redox
limit have become a key focus in the development of high-
voltage and high-energy-density AZIBs.

Several criteria must be considered when modifying the
aqueous electrolyte. In addition to suppressing the OER and
HER, the electrolyte should also promote Zn anode stability,
inhibit dendrite growth, and retain the inherently high ionic
conductivity.®® To achieve these goals, a variety of electrolyte
modification strategies have been developed including highly
concentrated salt formulations, introduction of co-solvents or
deep-eutectic solvent (DES), functional additives, or employ-
ment of a gel polymer electrolyte (GPE).°*””® Each approach
contributes through distinct mechanisms, such as reducing
water activity, immobilizing free water, or altering the Zn>" sol-
vation structure, helping to suppress water decomposition and
broaden the ESW. In this section, representative studies
employing electrolyte modification strategies are introduced,
with a focus on elucidating the underlying mechanisms by
which each approach contributes to expanding the ESW.

3.1 Suppressing water activity by superconcentrated
electrolytes

Following the study by Ji’s group on water-in-salt (WiS) electro-
Iytes, a wave of research has explored WiS systems as a promis-
ing strategy to suppress parasitic water reactions in AZIBs.”*”"®
The core concept involves using high concentrations of Zn salt
to reduce water activity and alter the solvation structure, which
results in improved high-voltage stability and significant sup-
pression of the HER and OER compared with conventional
aqueous electrolytes. However, the reliance on large quantities
of salt limits the practical potential of WiS systems by increas-
ing cost and reducing the environmental sustainability of
AZIBs, particularly for grid-scale applications.® To address the
limitations of conventional WiS systems, extensive research
has been conducted on alternative strategies, including lean-
water electrolytes that offer similar solvation characteristics
with reduced salt concentrations. The following section intro-
duces a representative example of this emerging strategy.

3.2 Co-solvent strategies for AZIBs

Co-solvents refer to secondary solvents that are introduced
alongside water in aqueous electrolytes to tailor the physico-
chemical and electrochemical properties of the system.””
Typically organic in nature, co-solvents are partially or fully
miscible with water and serve to modulate key parameters
such as solvation structure. They can weaken the solvation
sheath of Zn** ions, facilitating faster desolvation kinetics at
the electrode surface and enhancing Zn deposition reversibil-
ity.”® Some co-solvents also contribute to interfacial stabiliz-
ation by promoting the formation of robust SEI layers on Zn
anodes or cathodes.”® One of the primary roles of co-solvents,
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however, is to expand the ESW by lowering the water activity
and suppressing parasitic reactions.®® By reducing the activity
of free water molecules, co-solvents mitigate water decompo-
sition and allow for more stable operation at both anodic and
cathodic limits. Some co-solvents also contribute to interfacial
stabilization by promoting the formation of robust SEI layers
on Zn anodes or cathode electrolyte interphase layers on cath-
odes.®" Notable examples include ethylene glycol and tetra-
glyme, which have been widely explored for their ability to
synergistically coordinate with water and reshape the electro-
lyte properties.’®* The design of water/co-solvent systems
thus represents a promising direction to overcome the
inherent limitations of conventional aqueous electrolytes,
especially in the pursuit of high-voltage and long-cycle-life
AZIBs.

Building upon these fundamental principles, recent
efforts have sought to rationally tailor solvation environments
and interfacial chemistry using functionalized co-solvents.
For instance, Li et al. introduced a co-solvent strategy for
AZIBs by incorporating tetramethylene glycol (TG4), a water-
miscible organic solvent with abundant polar functional
groups and hydrogen bond acceptors, to regulate interfacial
ion behavior and solvation structure.®® Specifically, an elec-
trolyte composed of 1 m Zn(OTf), with 50 vol% TG4 was for-
mulated and employed. Molecular dynamics (MD) simu-
lations revealed that TG4 molecules actively participated in
the primary solvation sheath of Zn>", partially displacing H,O
(Fig. 2a and b). Additionally, Raman spectroscopy confirmed
that the addition of TG4 resulted in enhanced weak hydrogen
bonding near 3500 cm™" and a concurrent decrease in strong
hydrogen-bonding interactions. This spectral transition
implies that increasing the amount of co-solvent effectively
suppressed water activity (Fig. 2c). As a result, this reduction
in water activity effectively suppresses both the HER and
OER, as evidenced by the diminished gas evolution current
observed in Fig. 2d. Such solvation modulation contributes
directly to the mitigation of H,O-derived parasitic reactions
and enables stabilized Zn>" transport and nucleation. As a
result, not only was water activity effectively reduced, but also
the Zn anode benefited from reinforced interfacial stability
and reversibility. Zn||Zn symmetric cells exhibited long-term
cycling stability for over 7000 hours at a current density of
1 mA cm ™2,

Similar to the aforementioned strategy that directly modu-
lates the primary solvation structure of Zn** via co-solvent
incorporation, some studies have proposed alternative
approaches. Recently, Chen’s group reported a new solvation
structure induced by the co-solvent, where the primary sol-
vation shell remains unaltered, while the co-solvent partici-
pates in the secondary solvation layer and constructs capsule-
like solvation nanoclusters through an anion-bridging mecha-
nism.*® This co-solvent strategy introduces hexafluoro isopro-
panol (HFIP) as a recessive solvent that assists in reorganizing
the solvation environment. Although HFIP alone cannot dis-
solve Zn salts, it is activated in the presence of hydrogen
bonding interactions and polar anions (e.g., OTf™) to form a
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ternary bridging structure with water, resulting in a nested
“HFIP-anion-H,0” solvation shell (Fig. 2e). This architecture
not only weakens the coordination strength of H,O but also
promotes favorable desolvation kinetics of Zn** at the interface
(Fig. 2f). Importantly, during Zn plating, HFIP positioned at
the outer interface of the solvation capsule and characterized
by a lower LUMO energy level is preferentially reduced. This
reduction initiates the in situ formation of a hydrophobic inter-
facial layer, which acts as a physical barrier to water molecules.
By decreasing the local water activity at the electrode surface,
the interfacial layer contributes to improved Zn®" nucleation
behavior and stabilized interfacial behavior. Moreover, the
hydrated solvation structure is thermodynamically stabilized
by HFIP and provides augmented resistance against electro-
chemical decomposition with an expanded ESW of 2.8 V.
Accordingly, HFIP-containing nano-capsule electrolyte allows
for broader voltage operation without noticeable gas evolution
or cathodic passivation, offering a promising pathway condu-
cive to delivering a high energy density of 57.1 Wh kg™" in
AZIBs.

Unlike previous approaches using single-component co-
solvents, some studies have explored alternative approaches.
For example, Wang et al. used a dual co-solvent strategy that
leverages dimethyl acetamide (DMAC) and trimethyl phos-
phate (TMP) to suppress water reactivity in AZIBs.*® DMAC
and TMP were selected for their strong polarity and electron-
rich C=0 and P=0 groups, which can interact with both sol-
vated and free water molecules to restructure the solvation
environment and restrict the activity of water. 'H nuclear
magnetic resonance (NMR) spectroscopy in Fig. 2g revealed
an upfield shift in the water proton signal (3.52 ppm) in the
hybrid electrolyte (HE), compared with aqueous Zn electro-
Iytes (AE). This shift indicates that the co-solvents induce
electron donation to water protons, enhancing shielding and
reducing the tendency for H' dissociation. Density functional
theory (DFT) calculations further confirmed that the deproto-
nation energy of H,O in the Zn>* solvation shell increases
from —4.94 eV in the aqueous system to —2.43 eV in HE,
making proton loss less favorable (Fig. 2h). The modified sol-
vation chemistry leads to a widened ESW of 2.11 V and sup-
presses parasitic reactions, which underscores how tailored
dipole interactions from multiple co-solvents can synergisti-
cally regulate solvation chemistry and interfacial behavior in
AZIBs. Comprehensively, co-solvent strategies demonstrate
significant potential by effectively suppressing the OER,
offering a major advantage in widening the ESW. Beyond
OER mitigation, the suggested system has also achieved
stabilized Zn anode performance and demonstrates feasi-
bility in high-capacity pouch cell configurations, highlighting
their practical applicability.

3.3 DES-mediated electrolyte structuring through hydrogen
bonds

Both co-solvent and eutectic electrolytes are formulated by
incorporating organic components into water-based systems.
However, they differ fundamentally in how the components

© 2025 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5eb00142k

Open Access Article. Published on 01 d’ octubre 2025. Downloaded on 24/2/2026 18:26:33.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

View Article Online

EES Batteries Review
b 100 Zn-0 (H,0) c Strong - 1mZOT
— 2Zn- sy m
In(HO)TGAXOTH" = 751 56 0mF) Weak <74 959, o
- 1 zna N ’
Ybe o FuTP
: J/ L7%1 mZOT TG4-3
™ 1_55.%?/," 74.08%' .
PIPTID. 24.37%,
L ’ sl MZOT TG4-4
. 0.0
oZnoCoHeO oS oF 6 1 3 3 4 5 & ~ 1.68%, 75, 74"/\.4.
A 3 s 2259%, ..
> 7 m ZOT TG4-5
d 100 % 169% 4 T6:92% ",
X € X 21.39%
——1mZzoT 1m ZOT EG-5 1m ZOT TG3-5 —— 1m ZOT TG4-5 =g —
< 50 51 m ZOT TG4-6
£ , I 1.75%
E 0.0 ,‘ e X 17.87%,,.,
[ . o »
8 501 - 101 / 7%, 1M ZOT TG47
ﬁ?— 51 1.86% / 8293%
-10.01 20.20.0 02 0.4 02-0 24 28 X Derx,
05 00 05 1.0 15 20 25 3.0 4000 3800 3600 3400 3200 3000
Potential (V vs. Zn/Zn?*) Raman shift (cm™)
ettt bt
N Nano -t Bridging
8 OH (0] agl s f : { ca structure ‘:
F F\C 10 H _H o = e
E EOEFT N 0 N ) O" ZR P /\ d, ™\
F Oy VA j:K s &
| AL oY RS \\6/9(70\ /
15 <'!> (I) o R ) 9/ i
~d et N oo X h
| K}}o' o il o & } < s 4 T—§\
1. Y | AR e A
HFIP Fé- S H,0 Self-assembly “j:ﬁo‘-\s o'?/ \P‘!:‘b %: _ams emco,| 4. ° (\\Q\Q/
P N z
[ O » T Ff-go ,—"1-?« ° & o N
oH” & Oeoomv % Release
F. F
co LT m VA
Composite SEI Uniform deposition
Bridging structure solvation nucleus  Central Anionic Linking ~ Hydrophobic shell —— = 3
g o
w“ -H* .,‘
. (] f ¢
2
? : - 4.94 eV UP Lo _ 2_43 Ry
¢ :“» k2%
CH,),PO,
( 3)3 4 ﬂ/Hzo f
—HE 3 H O g 'l %
an DMAC c
44 4.0 36 32 OTf

Chemical shift (ppm)

Fig. 2 Co-solvent-mediated strategies for electrolyte stability enhancement. (a) 3D snapshots of the MD simulations and schematics of the Zn?*
solvent sheath revealing the structural influence of TG4 as a co-solvent. (b) RDFs and corresponding coordination numbers of Zn?* in 1 M ZOT
TG4-5 electrolyte. (c) Raman spectra of TG4/H,O co-solvent electrolytes with varying TG4 content. (d) LSV curves for various electrolytes tested
with Zn||Ti cells. Reproduced with permission from ref. 84. Copyright 2025, The Royal Society of Chemistry. (€) Schematic illustration of activating
recessive solvents via the bridging structure and constructing a nano-capsule solvation structure. (f) The Zn plating process in nano-capsule electro-
lytes. Reproduced with permission from ref. 85. Copyright 2025, The Royal Society of Chemistry. (g) *H NMR spectra for pure water, conventional

electrolyte and a hybrid electrolyte composed of DMAC and TMP. (h) Deprotonation (H* dissociation of H,O) energy from Zn%*

inner solvation shell

of the two electrolytes. Reproduced with permission from ref. 86. Copyright 2023, Springer Nature.

interact and how the final electrolyte phase is formed. Co-
solvent systems are based on the physical mixing of water with
miscible organic solvents, resulting in a simple dilution effect.
In contrast, DESs are defined as specific compositional combi-

© 2025 The Author(s). Published by the Royal Society of Chemistry

nations of two or more components with a modified melting
point. They form hydrogen bonding between a hydrogen bond
acceptor (HBA) and a hydrogen bond donor (HBD).?”:*®
Consequently, DES-based electrolytes often exhibit reduced
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free water activity, which may contribute to an enlarged ESW
under certain conditions.

One representative study of eutectic electrolyte design
employed sulfolane (SL) as a HBD to construct a hybrid SL-
water system for AZIBs.® By tuning the SL content, the
authors investigated how solvation structures and free water
are affected. At the bulk scale, the blue shift of bending and
stretching modes at 1620 and 3400 cm™" in Fourier transform
infrared (FT-IR) spectrum indicates a strengthened O-H bond
and reduced water activity due to the interaction between SL
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and H,O (Fig. 3a). More importantly, a notable feature of this
study is that MD simulations and formation energy analysis
confirmed that the fully hydrated (Zn(H,0)s)*" structure is
thermodynamically more stable than partially substituted
species such as Zn*"-4H,0-20Tf~ or Zn>*"-4H,0-10Tf -1SL
(Fig. 3b). For both structures, the Gibbs free energy of trans-
formation into the fully hydrated structure is negative, with
values of —62.4 k] mol™* and —282.6 k] mol™", respectively,
indicating the thermodynamic favorability of complete
hydration. When water-free Zn>* solvation or ion pairing with
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permission from ref. 89. Copyright 2023, Springer Nature. (c) Electrostatic potential maps of TMS and H,O molecule. (d) NMR spectra with varying
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OTf~ occurs, the desolvation energy barrier increases and Zn>*
transport is hindered, which demonstrates that maintaining
the six-water solvation is critical. The hydrated shell, therefore,
enables more favorable interfacial desolvation kinetics in
aqueous systems containing SL. In addition, the presented
eutectic strategy was also shown to suppress water decompo-
sition and expand the ESW by forming a strong hydrogen-
bonding network between SL and water molecules, which
reduces water activity.

Interestingly, another study applied the same molecule, but
with a different mechanism from the one used above, referred
to as tetramethylene sulfone (TMS) in a hydrated deep eutectic
solvent (HDES) system.”® Zhong et al. presented a mechanisti-
cally similar yet functionally distinct approach at the mole-
cular level. While the previous study primarily focused on
reducing free water activity by disrupting H,O-H,O hydrogen
bonding, this work placed greater emphasis on tuning the sol-
vation structure of Zn>" based on electrostatic potential (ESP)
calculation of water and TMS (Fig. 3c). The result showed that
S=O0 is more attractive to hydrogen atoms than O-H in the
water molecule, because of the negative charge distribution.
The ESP culminates in the following effect, as demonstrated in
Fig. 3d: "H NMR spectroscopy revealed an upfield shift of the
D,O signal from 4.80 ppm to 4.71 ppm, which suggests
increased electron density around water protons due to the for-
mation of hydrogen bonds between TMS and D,O. The shift
also reflects suppressed water reactivity and restructured
hydrogen-bond networks. Additionally, MD simulations also
confirmed that TMS disrupts weak H,0-H,O hydrogen
bonding, reducing the average hydrogen bond ratio from
66.2% to 22.5%, while simultaneously promoting the for-
mation of stable TMS-H,O interactions (Fig. 3e). Together,
these spectroscopic and computational results consistently
demonstrate the disruption of weak H,0-H,O hydrogen
bonding by TMS, highlighting the role it plays in reshaping
the aqueous hydrogen-bonding environment. The formation
of TMS-H,0 hydrogen bonds also inhibits the dissociation of
ionic intermediates during proton-coupled steps, thereby sup-
pressing the HER and widening the electrolyte’s ESW from
2.11 to 4.08 V. In addition, MD simulations further demon-
strated that TMS molecules enter the primary solvation sheath
of Zn** in the DES system. TMS coordination with Zn>" was
further evidenced by a distinct vibrational peak, which
appeared upon the addition of Zn(OTf), as observed in FTIR
spectra (Fig. 3f). The coordination interactions also enabled
the intercalated TMS molecules to function as structural
pillars within the NH,V,0,, (NVO) cathode, improving zinco-
philicity and stabilizing the structure. Taken together, this
study highlights the multifunctional role played by TMS, from
hydrogen-bond reorganization to coordinated solvation and
structural modulation, and provides a compelling strategy for
advanced AZIBs.

In line with the previous study, solvation structures in DES-
based electrolytes have also been extensively investigated, and
among these, several reports have proposed composition-
dependent solvation models. For instance, Chen et al. reported

© 2025 The Author(s). Published by the Royal Society of Chemistry
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a systematic study on how varying water content affects the
Zn*" solvation environment in a DES composed of ethylene
glycol (eg) and Zn salt.”’ DFT calculations identified [Zn
(H,0)s]*" as the dominant Zn** species in highly hydrated
environments, where six water molecules coordinated the
cation with relatively weak interactions (—2.8 eV). In DES-based
media, Zn>" strongly coordinated with eg and anions (-10.0
eV), a configuration that compromises ionic mobility. As the
water content increased, the solvation sheath gradually transi-
tioned toward a more aqueous-like coordination, reducing
anion participation and weakening binding strength. A finely
tuned water-deficient coordination structure, such as [Zn
(H,0),(eg)»(OTf),], was shown to promote Zn>" dissociation
while reducing water activity. Combined with the presence of
bound-free water molecules in the bulk phase, this environ-
ment effectively suppressed the HER and OER, resulting in a
widened ESW exceeding 2 V. This study underscores the
dynamic solvation behavior in DES systems and highlights the
critical role played by water in modulating both solvation
structure and electrolyte performance.

In addition to expanding the ESW, Bai et al. demonstrated
stable battery operation across a wide temperature range by
utilizing the intrinsic properties of eutectic solvents.’> Diethyl
phosphoramidate (DEPA) was employed to formulate a DES-
based Zn(TFSI), electrolyte. Similar to previous DES-based
systems, the authors confirmed the reorganization of the
hydrogen-bond network and restructuring of the Zn*" sol-
vation sheath in the DEPA-containing medium. The ESW
became wider, which was evident from the delayed onset of
the HER and OER (Fig. 3g). The Zn-ion hybrid capacitor
further demonstrated high voltage tolerance with the operating
window ranging from 0.1 V to 2.5 V of modified electrolyte,
which exhibits superior stability compared with conventional
aqueous electrolytes (Fig. 3h). Notably, as a practical demon-
stration, Zn||V,Os full cells were also operated at both —20 °C
and 80 °C, which supports the thermal adaptability of the
system. The work underscores the potential of carefully tai-
lored eutectic formulations in enabling stable AZIB operation
under harsh environmental conditions, while simultaneously
addressing interfacial and solvation challenges.

The unique advantage of HBD-HBA interactions in DES-
based electrolytes immobilizes free water and maintains oper-
ability at low temperatures. This combination of properties
provides dual functionality that overcomes the freezing limit-
ation observed in conventional aqueous systems. In addition
to pushing the ESW limit, the anti-freezing properties make
the system a highly promising direction for future aqueous
electrolyte research.

However, although numerous co-solvent-based and DES-
based strategies have been extensively explored in AZIBs and
have demonstrated various advantages, several fundamental
limitations remain unresolved. Co-solvents and DES-based
electrolytes are widely used to tailor solvation structures and
broaden the ESW, yet their incorporation often compromises
the intrinsic benefits of aqueous systems. While water-based
electrolytes naturally possess much higher ionic conductivity
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and lower viscosity compared with organic electrolytes used in
LIBs, the addition of organic solvents tends to reduce ion
mobility and increase viscosity, and co-solvent systems as well
as DESs exhibit similar characteristics.”>* In parallel, the
flammability of many organic co-solvents poses serious safety
concerns, which directly conflict with the inherent non-flamm-
ability of aqueous electrolytes.”>°® Many co-solvent and DES
systems also fail to retain the inherent advantages of aqueous
batteries and often introduce flammability. Another critical
concern is the use of large amounts of organic solvents in
these systems, which requires continuous consideration of
environmental impacts. The production, handling, and dispo-
sal of organic-rich electrolyte formulations often increase the
carbon footprint and introduce ecological burdens, which
undermine the sustainability appeal of AZIBs. The mentioned
properties undermine a key motivation for adopting AZIBs,
and continuous efforts are required to develop alternative
approaches that address this critical drawback.

3.4 Electrolyte modulations via additives

Additives are defined as a set of functional compounds that
are intentionally ‘added’ to electrolytes to address their funda-
mental deficiencies. Similar to co-solvent and DES strategies,
they function by reorganizing the Zn>" solvation structure or
decreasing the amount of free water, thereby suppressing
water decomposition and extending the ESW. In addition to
widening the ESW, additives operate through various mecha-
nisms such as electrostatic shielding, interfacial adsorption,
in situ formation of SEI, enhancement of water stability, and
surface texture regulation.””’*°° Furthermore, many additives
possess well-defined functional groups that induce unique and
diverse physicochemical behaviors within the electrolyte, a
characteristic that continues to receive considerable scientific
attention.

In the following section, we examine the roles played by
various additive types and how these functionalities have been
strategically leveraged to push the energy density limits of
AZIBs.

The first study to be introduced as an additive strategy uti-
lized a large dosage of additives to construct a densified elec-
trolyte, thereby enhancing electrochemical performance.
Unlike conventional strategies where additives dissolve into
the electrolyte, the modification here originates from the den-
sifying effect of undissolved particles. SrTiOs, a cubic perovs-
kite oxide, has been employed as a functional additive
(Fig. 4a)."®" Upon dispersion in aqueous systems, the uni-
formly dispersed SrTiO; particles (<5 pm) created a grayish-
white colloid with semi-solid texture (Fig. 4b and c). This den-
sified electrolyte weakened the hydrogen bonding network of
water, as evidenced by a shift from strong to medium hydrogen
bond dominance in Raman spectra. The reduction in strong
H-bond area from 49% to 41% indicated reduced water
activity, which contributed to broadening the ESW from 1.8 V
to 2.2 V. Importantly, the system not only tolerated higher vol-
tages but also supported practical operation up to 2.0 V in Zn||
MnO, full cells. As shown in Fig. 4d, the conventional electro-
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lyte exhibited MnO, formation near 1.99 V due to Mn?*" oxi-
dation during charging. In contrast, the densified electrolyte
avoided this process and remained stable when charged to 2 V.
Collectively, this approach demonstrates concurrent improve-
ments in both voltage window and capacity, and provides a
promising route for high-energy-density AZIBs.

Most additive-based strategies modify the electrolyte with
minimal changes to structure and functionality.”” Unlike co-
solvents, DESs, and high concentration additives that signifi-
cantly alter solvation environments, this method uses a gentler
modification. Nevertheless, the ability to achieve functional
improvements with only trace amounts of additives offers clear
advantages in terms of cost, environmental compatibility, and
retention of aqueous system safety. Such benefits correspond
closely to the core strengths of AZIBs, and the compatibility
has encouraged increasing attention toward additive-based
electrolyte design.

Several examples have demonstrated the application of
small amounts of additives, and some representative studies
are introduced here. The first work was reported by Wang’s
group, where N,N-methylenebis(acrylamide) (MBA) with a
~CONH- functional group was employed as an additive.'*> ESP
analysis revealed that the lowest ESP site was an oxygen atom
with a value of —10.8 eV. This result showed that the oxygen in
MBA was favorable for forming hydrogen bonds with water.
NMR analysis further confirmed the interaction. The 'H
chemical shift of water in the MBA-containing electrolyte
moved to a lower ppm compared with the bare electrolyte
(Fig. 4e). The downfield shift demonstrated stronger electron
shielding of H,O, and the observation supported the for-
mation of hydrogen bonding between MBA and water mole-
cules. IR analysis provided additional confirmation by reveal-
ing reduced water activity. The combined spectroscopic evi-
dence demonstrated that water activity decreased in the pres-
ence of MBA. The reduced water activity suppressed water
decomposition, inhibited the OER, and broadened the ESW.
Although MBA is widely used as a crosslinking agent, the work
by Wang’s group revealed that MBA can also act effectively as
an electrolyte additive.'**

Another example of additives applied in electrolytes is the
saccharide family. Saccharide-based compounds such as
glucose, trehalose, and dextran are typically used in areas
such as food processing and biomedical applications, but
they have also been shown to enhance battery performance
when introduced as electrolyte additives.'®*™'%® Especially,
trehalose and dextran are effective because both suppress the
OER and broaden the ESW. Trehalose is a disaccharide com-
posed of two glucose units, while dextran is a branched poly-
saccharide composed of multiple glucose units linked
together by glycosidic bonds. Liu et al. demonstrated that the
introduction of trehalose to AZIBs increases the proportion of
strong hydrogen bonds (denoted as O-H1) (Fig. 4f). Because
ESP analysis revealed that the hydroxyl groups of trehalose
serve as electron donors capable of forming hydrogen bonds
with water molecules, the amount of free water decreases and
a stable hydrogen-bonding network is established between

© 2025 The Author(s). Published by the Royal Society of Chemistry
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trehalose and water (Fig. 4g). The reconstructed hydrogen-
bonding network suppresses water decomposition and
increases the overpotential required for the reaction. The
increased overpotential ultimately contributes to an expanded
ESW.

In addition to trehalose, Wei’s group also demonstrated
that dextran, when used as an additive, suppresses the OER
and enhances electrochemical performance similar to treha-
lose.'®® In particular, the group confirmed that dextran
improves AZIB’s performance not only in a single-electrolyte
system but also consistently across Zn(CF;SOs),, ZnSO,, Zn

© 2025 The Author(s). Published by the Royal Society of Chemistry

(Cl0,),, and ZnCl, electrolytes. The consistent performance
across different systems highlights the broad chemical compat-
ibility of dextran in Zn-ion batteries.

Not only small-molecule additives but also high-molecular-
weight compounds such as dextran have been widely reported,
and an additional example is the use of poly(acrylamide-co-
methyl acrylate) (APA) as an AZIB additive.'®” The study, which
was introduced by Niu et al., incorporated a nonionic amphi-
philic copolymer additive, poly(acrylamide-co-methyl acrylate)
(APA), into Zn(OTf), electrolytes to regulate interfacial chem-
istry and mitigate water-induced side reactions. APA is com-
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posed of 85 mol% hydrophilic acrylamide (AM) and 15 mol%
hydrophobic methyl acrylate (MA) units. The amphiphilic
structure enables preferential adsorption of AM segments onto
the Zn surface, while the hydrophobic MA segments form a
local interphase that prevents direct contact with bulk water
(Fig. 4h). Fig. 4i further confirmed that AM units exhibit stron-
ger adsorption on the Zn metal surface than either H,O or MA,
accounting for the stability of the protective interfacial layer.
This adsorption not only suppressed Zn corrosion but also pro-
moted the formation of an F-rich, O-deficient composition via
anion cleavage. Beyond interfacial stabilization, linear sweep
voltammetry (LSV) corroborated these findings by confirming
suppressed HER and OER. Although a full-cell demonstration
at high voltages was not reported, the system exhibited stable
cycling up to 1.9 V in a capacitor configuration, underscoring
its strong potential for high-voltage operation.

As discussed in previous studies, additives have the dis-
tinct advantage of tailoring electrolyte properties with only a
trace amount of material. However, the use of such small
quantities inherently limits the extent to which the electro-
lyte’s fundamental structure and electrochemical environ-
ment can be altered. In addition, several studies have
attempted to expand the ESW by adjusting the electrolyte pH
through the use of additives. While this may appear effective,
it is important to recognize that tuning pH does not funda-
mentally widen the ESW."'® This is because the HER inevita-
bly persists during continuous cycling. Therefore, extensive
research and careful consideration are still needed to address
this challenge.

To enable not only the expansion of the ESW but also the
practical implementation of AZIBs, additive design should be
approached from a more holistic perspective. First, most exist-
ing studies have employed single-component additives aimed
at resolving isolated interfacial issues. Composite additive
systems that integrate multiple functions such as polymeric
adsorption and electrostatic shielding should be developed to
achieve synergistic effects. Clarifying the interplay between
different additive functionalities will be essential to construct-
ing more robust interfacial environments. Second, although
numerous studies have explored the influence of organic addi-
tives on Zn anodes, comparatively fewer have investigated their
impact on cathode behavior. Given the central role played by
cathodes in determining full-cell performance, additive strat-
egies must be extended to assess whether additives contribute
to structural reinforcement at the cathode as demonstrated in
earlier studies, or inhibit detrimental phenomena such as
transition metal dissolution and Zn>* intercalation inter-
ference. A holistic understanding of additive-cathode inter-
actions will be vital for achieving balanced electrochemical
performance across both electrodes. Finally, the cost-efficiency
of electrolyte additives should be carefully evaluated. While
generally more affordable than WiS systems, additives still
require optimization to maximize performance per cost. The
development of low-cost, high-efficiency additives will play a
pivotal role in accelerating the commercial adoption of AZIB
technologies.
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3.5 GPE-based electrolyte modification strategies

Among various electrolyte systems developed for AZIBs,
polymer electrolytes have emerged as a promising solution to
address leakage issues associated with liquid electrolytes, par-
ticularly in flexible or deformable battery formats.'®® Polymer
electrolytes are broadly classified into two main types: solid
polymer electrolytes (SPEs) and GPEs.'”® Among them, SPEs
exhibit inherently wider ESW than aqueous electrolytes, but
their low ionic conductivity at room temperature and high
interfacial resistance severely limit their practical application
in energy storage devices, despite their superior mechanical
strength.”*®*™* In contrast, GPEs have attracted growing inter-
est owing to their semi-solid nature, which allows for higher
ionic conductivity at ambient temperature and alleviates inter-
facial challenges during cycling.'**

Within the broad class of GPEs, hydrogel-based electrolytes
stand out due to their three-dimensional (3D) polymer net-
works that highly absorb water."™® This hydration not only
imparts softness and flexibility but also facilitates efficient ion
transport through the hydrated channels. Occasionally, unlike
conventional liquid electrolytes, hydrogels can suppress water-
related parasitic reactions by forming tailored hydrogen bonds
between water molecules and functional groups within the
polymer matrix. Such intermolecular interactions modulate
water activity and contribute to improved interfacial stability.
Owing to this combination of electrochemical and structural
benefits, hydrogel electrolytes are now recognized as a versatile
platform for next-generation energy storage systems.

To further explore the practical utility of hydrogel electro-
Iytes, recent studies have focused on leveraging specific func-
tional polymers to modulate interfacial control and electro-
chemical performance. Among various candidates, bio-
polymer-based hydrogels have shown particular promise due
to their inherent biocompatibility and ability to form strong
hydrogen-bonding networks."" "> In this context, hyaluronic
acid (HA), a naturally occurring polysaccharide, was employed
to construct a tailored gel polymer electrolyte system. The HA-
based gel polymer electrolyte was developed to fortify the
electrochemical stability of aqueous Zn||LiMn,O, batteries. By
constructing a hydrogen-bonded polymer network, the HA gel
reduced water activity and regulated interfacial solvation.
Compared with the liquid electrolyte, where oxygen evolution
became increasingly severe upon cycling, the HA-based system
effectively suppressed gas formation and parasitic side reac-
tions, as evidenced by negligible OER signals in differential
electrochemical mass spectrometry (DEMS) measurements
(Fig. 5a). As shown in Fig. 5b and c, to gain further insight
into interfacial ion dynamics, in situ synchrotron-based FTIR
spectroscopy was also employed to track real-time solvation
interactions during Zn plating and stripping. Both HA gel and
liquid electrolytes exhibited reversible variations in O-H and
SO,>” vibrational bands, reflecting the desolvation and resolva-
tion of Zn>" at the interface. Notably, the HA gel system
showed a more pronounced blue shift of the O-H bond and
reduced sulfate intensity during plating, indicating accelerated

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 Design strategies of GPE for high-voltage AZIBs. (a) The O, spectra obtained from differential electrochemical mass spectrometry of Zn||
LMO cells upon charge/discharge at a current rate of 1C in the liquid electrolyte and the HA gel electrolyte. The inset depicts the chemical structure
of HA. In situ synchrotron-FTIR spectra in attenuated total reflection (ATR) mode of stainless-steel electrode during Zn plating/stripping. (b) (OH)-
HA gel electrolyte, (c) 1(S04%7)-HA gel electrolyte. Reproduced with permission from ref. 115. Copyright 2023, Springer Nature. (d) The polymeriz-
ation mechanism diagram of the hydrogel electrolyte. The corresponding 3D surface topographies of the cycled Zn electrodes with (e) the hydrogel
electrolyte and (f) the conventional electrolyte. Reproduced with permission from ref. 116. Copyright 2022, Elsevier. (g) LSV of ZIG (20, 40, 60 wt%
water content), PAM and PAA (conventional HPEs). The inset presents the chemical structure of ZIG. (h) Discharging—charging profiles of Zn||[MnHCF
cell with the ZIG-20 wt% electrolyte at different rates. (i) Capacitance retentions of the full battery based on ZIG with 20 wt% and 60 wt% water con-

tents at different shear stresses. Reproduced with permission from ref. 111. Copyright 2023, Springer Nature.

removal of water molecules and SO,>~ anions from the Zn**
solvation shell. This rapid desolvation facilitated uniform Zn**
flux and smoother nucleation. The enhanced behavior was
attributed to the HA polymer’s strong interaction with water
via hydrogen bonding and its negatively charged groups,
which collectively weakened the Zn>*-H,0/S0,>" electrostatic
interactions. By promoting efficient ion desolvation and mini-
mizing residual coordinated species on the Zn surface, the HA
gel electrolyte effectively regulated interfacial ion transport
and stabilized Zn deposition. Overall, the hydrogen bonding
between HA and water not only facilitated Zn>" desolvation but
also contributed to suppressing the OER and exhibited a wider
ESW compared with conventional liquid electrolytes. Notably,
even under a high cutoff voltage of 2.1 V in full-cell configur-

© 2025 The Author(s). Published by the Royal Society of Chemistry

ations, the system maintained a stable voltage profile over
1000 cycles, which was not achievable with the liquid
electrolyte.

In addition to biopolymer-based systems, recent studies
have also actively explored synthetic polymer architectures to
further regulate hydrogen-bonding interactions and enhance
temperature adaptability. In particular, the development of
composite gel electrolytes with tunable solvation and bonding
interactions presents a promising direction for multifunctional
AZIBs. As a representative example, Wei et al. reported a multi-
functional gel electrolyte tailored for AZIBs.''° In this system,
the gel was synthesized through chemical crosslinking of acryl-
amide (AM) and N,N-methylenebisacrylamide (MBA), initiated
by ammonium persulfate (APS), to construct a robust 3D
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polymer network (Fig. 5d). ZnSO, (ZS) and glycerol (GL) were
also uniformly distributed throughout the matrix to foster
hydrogen-bonding interactions. The oxygen atoms in polyacryl-
amide (PAM) and GL preferentially interacted with H,O and
Zn**, which disrupted native H,0-H,0 and H,0-Zn>" coordi-
nation. The restructured hydrogen-bonding environment
reduced free water activity, suppressed the OER, and improved
thermal resilience over a temperature range from —20 to 60 °C.
After long-term cycling, Zn foil retrieved from the hydrogel
electrolyte showed a smooth surface with a maximum height
of only 11.4 pm (Fig. 5e). In contrast, the Zn foil after cycling
in the conventional aqueous electrolyte developed dense den-
drites over 146.9 pm (Fig. 5f). The suppression of dendrite
growth originates from two key mechanisms. First, the 3D gel
provides directional ionic channels that facilitate Zn** trans-
port. Second, the strong affinity between Zn** and the PAM/GL

matrix confines lateral diffusion, guiding uniform Zn
deposition.
Although numerous studies have pursued similar

approaches, side reactions induced by water are still prevalent
in hydrogel-based electrolytes. To address this persistent chal-
lenge, an alternative strategy involving a lean-water hydrogel
design has been proposed. In this context, Wang et al. devel-
oped a zwitterion hydrogel electrolyte system (ZIG) that signifi-
cantly reduced water content while retaining ionic conductivity
and mechanical integrity.""" Unlike typical PAA or PAM-based
hydrogel electrolytes, ZIG demonstrated appreciably advanced
electrochemical stability as the water content was reduced
from 60 wt% to 20 wt%. Fig. 5g reveals a markedly expanded
ESW, with stable cell operation sustained up to approximately
2.1 V. The behavior was attributed to the strengthened O-H
covalent interactions under reduced hydration conditions. The
ZIG-20 wt% system, when applied to Zn||MnHCF full cells,
exhibited excellent rate performance ranging from 48 to
92 mAh g' (15 C to 1 C). This result was attributed to sus-
tained ionic conductivity under low-hydration conditions

Table 1 Electrolyte development strategies for high-energy-density AZIBs
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(Fig. 5h). Beyond electrochemical performance, ZIG also
exhibited outstanding mechanical resilience under shear
stress, a key parameter for flexible electronics (Fig. 5i). The
ZIG-20 wt% cell preserved 90% of its capacity under 71 kPa of
shear stress, whereas the ZIG-60 wt% device failed completely
at only 13 kPa due to interfacial detachment. The difference
demonstrated the strong adhesion and mechanical adapta-
bility of low-water-content hydrogel electrolytes, which are suit-
able for use in deformable and wearable energy storage
systems.

Driven by accelerating development of flexible and wearable
electronics, gel and solid-state electrolytes have garnered sig-
nificant attention as next-generation components for AZIBs.
The semi-solid nature not only addresses safety concerns such
as leakage but also offers the structural flexibility required for
device-level integration. Despite this progress, several intrinsic
limitations remain. Issues such as insufficient ionic conduc-
tivity, limited thermal tolerance, and inadequate mechanical
strength continue to restrict the broader adoption of these
materials in real-world applications."’” To realize the full
potential of gel and solid-state electrolytes in advanced AZIBs,
future studies must focus on systematically improving ion
transport, optimizing mechanically compliant frameworks,
and stable operation across variable temperatures in addition
to earlier strategies. Bridging electrochemical performance
with the strategies will be the key to transforming gel-based
electrolytes from promising concepts into practical energy
storage solutions.

In the preceding discussion, strategies to expand the ESW
of electrolytes have been examined through various
approaches including co-solvents, DESs, additives, and GPEs.
The studies discussed above are summarized in Table 1. As
shown here, electrolytes play a critical role in determining the
energy density of AZIBs, and considerable progress has been
made in recent years to enhance electrochemical stability, ion
transport, and interfacial compatibility. While these advances

Strategy ~ Materials

Composition

ESW
(Vvs. Zn/Zn*") Ref.

Co- Tetramethylene glycol (TG4) 1 m Zn(OTf), with 50 vol% TG4 —0.20-2.53* 84

solvent
Hexafluoro-2-propanol (HFIP) 3 M Zn(OTf), with 30 vol% HFIP —0.04-2.5% 85
N,N-Dimethylacetamide (DMAC) + trimethyl 1 M Zn(OTf), with 50 vol% DMAC + 20 vol% TMP + 30  —0.043-3.47" 86
phosphate (TMP) vol% water

DES Sulfolane 2 m Zn(OTf), with 70 wt% solfolane + 30 wt% water —0.10-2.75¢ 89
Tetramethylene sulfone (TMS) (= sulfolane) 2 M Zn(OTf), with 50 mol% TMS + 50 mol% water —-1.0-3.3° 90
Ethylene glycol (EG) Zn(OTf), : EG (1: 6, molar ratio) + 30 vol% water —0.15-2.67 91
Diethyl phosphoramidate (DEPA) Zn(TFSI), : DEPA (1: 10, molar ratio) —-0.30-2.85° 92

Additive  SITiO; 2 M ZnSO, + 50 wt% SrTiO; —0.083-2.32% 101
Dextran 1 m Zn(OTf), + 50 mg mL ™" dextran ~2.66° 106
Trehalose 2 M ZnSO, + 100 mM trehalose —0.087-2.38 105
N,N-Methylenebis(acrylamide) 1 M ZnSO, + 20 mM N,N-methylenebis(acrylamide) —0.13-2.6% 103
Poly(acrylamide-co-methyl acrylate) (APA) 3 M Zn(OTf), + 1 wt% APA —0.155-2.72° 107

Current conditions for cycling tests. “1 mA. ?0.002 mA. €0.025 mA. 0.1 mA ecm™ °1 mA cm™2.
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have led to significantly improved performance, further inno-
vations are required to meet the demands of next-generation
battery systems. Several key perspectives are proposed here to
guide future electrolyte development.

Despite the growing number of electrolyte systems demon-
strating excellent electrochemical performance, many of these
results are achieved under high N/P ratios. Such conditions,
although beneficial for demonstrating a wide ESW, do not con-
tribute meaningfully to practical volumetric or gravimetric
energy densities. Future research must focus on developing elec-
trolyte formulations that support stable operation under low
N/P configurations. In addition, achieving reliable cell perform-
ance under lean electrolyte conditions, where electrolyte volume
is minimized to reflect practical device packaging, is also essen-
tial for realizing high-energy-density in real systems. Another
critical challenge in electrolyte research is the lack of electrolyte
systems that have been properly paired with high-voltage cath-
odes. While considerable efforts have improved the cathodic
stability of aqueous electrolytes, studies evaluating compatibility
with high-voltage cathode materials under full-cell configur-
ations remain scarce. Understanding the practical feasibility of
these systems requires pairing with high-voltage cathodes to be
tested directly at the device level, where interfacial stability,
redox Kkinetics, and side reactions can be systematically
assessed. Finally, the economic aspect must also be carefully
considered when modifying electrolytes. In particular, when
large amounts of additional components are employed, strat-
egies should be continuously devised to achieve improved
electrochemical performance without undermining the
inherent cost advantage of AZIBs. Such consideration represents
one of the essential directions to simultaneously realize high
energy density and practical commercialization of AZIBs.

4. Maximizing Zn utilization through
deep-discharge anode design

Metallic Zn has been regarded as the most promising anode
material for AZIBs, owing to its low redox potential (—0.76 V vs.
standard hydrogen electrode) and high gravimetric and
volumetric capacities (820 mAh g™ and 5855 mAh cm™,
respectively).'"®**° However, the direct employment of Zn metal
introduces challenges related to dendritic growth and irrevers-
ible zinc loss during repeated cycling, which often necessitates
the use of thick Zn foils or even powders to maintain electro-
chemical stability. Since Zn stores energy through surface con-
version reactions, a substantial portion of excess Zn remains
electrochemically inactive, thereby reducing the overall energy
density of the cell. Typically, the areal capacity (Q,) of Zn anode
can be calculated using the following equation:

nFpl

Qa(mAhem™?) = Y3;

(1)
where 7 is the number of electrons (2 for Zn), F is the Faraday

constant (96 500 C mol™"), p is the density of Zn (7.14 g cm™),
1 is the thickness of the Zn anode (cm), and M is the molar

© 2025 The Author(s). Published by the Royal Society of Chemistry
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mass of Zn (65.4 g mol™"). Based on eqn (1), a Zn anode with a
thickness of 1.71 pm delivers a theoretical areal capacity of
1 mAh cm™2. However, since conventional Zn foils used in
electrochemical tests are often tens of micrometers thick, only
a small portion of Zn is electrochemically utilized and a large
excess fraction remains unreacted.

As a result, the depth of discharge (DOD), which represents
the extent to which the anode is utilized within a given cell,
has become a critical factor in evaluating the energy optimiz-
ation of AZIBs that employ Zn metal as the anode active
material. DOD can be calculated using the cell capacity and
overall capacity of the metallic anode, expressed as:

DOD (%) = —~ 2)
Qa

where x denotes the areal capacity of the full cell (mAh em™?).
According to eqn (1) and (2), increasing the DOD by reducing
the anode thickness or maximizing the electrochemical utiliz-
ation of Zn significantly contributes to raising the practical
energy density. A high DOD indicates efficient use of Zn, allow-
ing more energy to be stored per unit mass and volume. In
practical AZIB configurations, however, achieving high DOD
poses a significant issue due to hurdles such as poor reversi-
bility and dendrite formation, which are exacerbated under
lean-Zn conditions.***?! In this section, recent efforts toward
designing high-DOD Zn anodes are discussed, with emphasis
on reducing electrochemically inactive Zn and achieving high-
energy-density AZIBs.

4.1 Constructing artificial protective layers

Constructing artificial protective layers on Zn anodes is one of
the most practical and scalable approaches for mitigating den-
dritic growth and interfacial degradation because they are
simple to fabricate, cost-effective to produce, and easy to
implement in real systems.'?>*** The introduced layers serve
as ion-conductive yet protective barriers that regulate Zn>*
transport and promote spatial uniformity in the local electric
field, leading to homogeneous Zn deposition and suppressed
side reactions.'* Importantly, the interfacial layer plays a
crucial role in improving anode reversibility and stabilizing the
electrochemical environment since charge transfer reactions
occur primarily at the electrode-electrolyte interface.
Moreover, the structural and chemical design of the interfacial
layer can be tailored to modulate structural robustness and
surface characteristics, including interfacial energy and ion-
binding affinity, which supports stable operation under high
DOD conditions.**%'?”

From a materials design perspective, artificial interfacial
layers should satisfy stringent requirements to ensure the
stable operation of Zn metal anodes. At the structural level,
sufficient elastic modulus and mechanical durability are
needed to resist dendritic intrusion and withstand the stresses
associated with Zn plating and stripping. In parallel, mechani-
cal adaptability is required to accommodate dynamic volume
changes and respond to spatially uneven morphological evol-
ution during cycling. On the electrochemical side, electro-
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chemical functionality demands both high Zn** conductivity
to facilitate ion transport and limited electronic conductivity
to prevent uncontrolled Zn deposition.'*® Uniform ion conduc-
tion pathways are also advantageous for eliminating localized
flux and minimizing issues originating from the tip effect.
Additionally, long-term operation in aqueous electrolytes
necessitates strong chemical and electrochemical stability to
avoid dissolution, side reactions, and interphase degradation.
Among various artificial interfacial designs, organic coat-
ings like poly(2-vinylpyridine), xanthan gum, poly(vinylidene
fluoride-trifluoroethylene), polypyrrole, and specific porous
organic polymers, offer several distinct advantages.'?%7'3?
Their inherently flexible and conformal architectures allow
them to endure repeated mechanical deformation without
fracture."®*"'*> Functional groups within the polymeric matrix
can interact selectively with Zn-ions, promoting uniform ion
distribution and deterring localized nucleation. For instance, a
hydrophobic organic protective layer based on poly(tetrafluoro-
ethylene)-derived carbon, denoted as (C,F,),~C, was intro-
duced to improve anode reversibility by physically isolating the
metal surface, using vacuum-evaporated PTFE onto a Cu sub-
strate."*® Accordingly, three types of electrodes were prepared
to examine the surface regulatory effects of the protective layer:
a bare Zn electrode with 20 pm thickness (20 pm-Zn), a Zn-de-
posited Cu foil without surface modification (Cu@Zn), and a
Zn-deposited Cu foil coated with carbon ((C,F,),~-C@Cu@Zn).
As illustrated in Fig. 6a, the fluorine-rich carbon layer blocked
water molecules through strong hydrophobicity and inhibited
side reactions. Zn>" were directed beneath the interfacial layer
rather than depositing on the outer surface, guided by zinco-
philic fluorine embedded in the semi-ionic C-F framework.
Scanning electron microscopy (SEM) images revealed that Zn
deposited as a dense and compact layer on the coated elec-
trode, whereas the uncoated Cu@Zn showed a loosely packed
and porous structure. As a result, the (C,F,),~C@Cu@Zn elec-
trode demonstrated stable cycling under a high DOD of 40%,
maintaining a prolonged lifetime exceeding 900 h at a current
density of 5 mA cm™2. The stable performance was further cor-
roborated by Raman spectroscopy after 20 cycles, which
revealed no detectable side reaction products on the coated
electrode, whereas the uncoated electrodes exhibited strong
signals corresponding to insulating byproducts (Fig. 6b).
Meanwhile, inorganic protective layers such as TiO,, ZnF,,
silicon nitride, and layered double oxide offer excellent chemi-
cal durability and mechanical stiffness, as a high elastic
modulus effectively suppresses dendritic growth by limiting
deformation and physically blocking protrusions.'®*” %> zn>*-
conducting structures in specific inorganic compounds
additionally facilitate directional ion transport across the inter-
face and promote uniform Zn deposition.'** Microscale poro-
sity commonly observed in inorganic coatings, however,
reduces the electrode isolation from aqueous electrolytes and
hinders the suppression of parasitic reactions.'** The intrinsic
rigidity of inorganic materials also limits accommodation of
morphological changes during Zn plating and stripping.
Taken together, integrating inorganic components with
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organic polymers to form hybrid interfacial layers provides an
effective strategy to combine structural robustness and ion-
transporting capability with improved mechanical adaptability
and interfacial integrity.

Recently, Gan et al. developed a hybrid interfacial layer
using a zeolitic imidazolate framework (ZIF-8)."*> The hybrid
structure, referred to as ZGL, was constructed by integrating
ZIF-8-decorated graphene oxide (GO) support and a PVDF
binder, isolating the anode interface and merging the ion-
coordinating ability of ZIF-8 with the robust interfacial
adhesion. As shown in Fig. 6c, cross-sectional SEM and
energy-dispersive X-ray spectroscopy (EDS) mapping demon-
strated a stratified configuration in the ZGL layer, where
carbon, nitrogen, and fluorine elements were predominantly
distributed in the upper region. The compositional distri-
bution effectively isolated the underlying Zn from direct
contact with the aqueous electrolyte while enabling directional
Zn>" transport across the interface. Binding energy analysis
revealed that Zn atoms preferentially adsorbed onto ZIF-8,
suggesting stronger Zn** affinity that facilitated efficient deso-
Ivation and uniform distribution. A substantially higher ionic
conductivity was also measured in ZGL compared with PVDF,
attributed to the improved ion transporting properties.
Consequently, the ZGL@Zn cell demonstrated markedly
improved cycling performance under a high DOD of 42.7% at
5 mAh cm™?, maintaining stable operation over 500 h, which
was attributed to the combined effects of interfacial shielding
and regulated ion flux within the hybrid matrix (Fig. 6d).
Confocal laser scanning microscopy (CLSM) further clarified
the origin of anode durability, where the ZGL-protected elec-
trode exhibited a reduced vertical height variation of 11.1 pm
compared with 43.0 pm in the bare Zn, indicating homo-
geneous surface evolution and more uniform Zn utilization
behaviors under high DOD conditions.

The incorporation of zincophilic metal particles has been
widely explored to improve Zn** adsorption and regulate
nucleation behavior, thereby enhancing the reversibility of Zn
metal anodes. Wang and co-workers introduced Cu atoms into
a polymeric carbon nitride (PCN) matrix to form a multifunc-
tional Cu@PCN interfacial layer.'*® The embedded Cu atoms
provided strong Zn>" affinity and promoted directional Zn
deposition while concurrently inhibiting parasitic reactions
(Fig. 6e). The resulting coated layers exhibited both zincophilic
and hydrophobic characteristics, enabling selective Zn**
migration and preventing water permeation at the interface.
Additionally, local current concentration was alleviated by the
charge redistribution effect of the Cu@PCN layer, which fos-
tered uniform deposition. Notably, Cu@PCN guided Zn anode
to grow preferentially directing the (101) crystal plane, as sup-
ported by DFT calculations (Fig. 6f). The surface energy of Zn
on the (101) plane was calculated to be lower than that on the
(002) plane, suggesting thermodynamically favored growth.
Furthermore, binding energy analysis confirmed that Zn
atoms interacted more strongly with the (101) surface (—0.64
eV) than with the (002) surface (—0.37 eV), reinforcing the
selective plating tendency induced by the interfacial layer. The

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 6 Artificial interface layer-enabled stabilization strategies for Zn anodes. (a) Schematic illustration of Zn deposition mechanisms depending on the
type of protective layer applied to the Zn anode. (b) Raman mapping of 20 um-Zn, Cu@Zn, and (C,F;)-C@Cu@Zn anodes after 50 cycles. Reproduced
with permission from ref. 136. Copyright 2023, Wiley-VCH. (c) Cross-sectional SEM image and corresponding EDS mapping of the ZGL-coated
Zn anode. (d) Long-term cycling performance of bare Zn and ZGL@Zn symmetric cells at an areal capacity of 5 mAh cm™ under a current density of
1 mA cm~2. Reproduced with permission from ref. 145. Copyright 2022, Elsevier. (e) Schematic illustrations of Zn plating behavior on bare Zn and
Cu@PCN-Zn electrodes. (f) Calculated binding energies between Zn atoms and Zn (101) and Zn (002) planes with the Cu@PCN coating. Reproduced
with permission from ref. 146. Copyright 2024, Wiley-VCH. (g) FTIR spectra of A@QZn and AL@Zn before and after ZSO uptake. (h) Simulated radial distri-

bution functions and coordination environment of Zn?*
2mAcm™

multifunctionality of Cu@PCN was further validated by Tafel
plots and LSV analyses, both of which revealed enhanced resis-
tance to side reactions. Together, these findings highlight the
effectiveness of the interfacial layer in enhancing Zn”* trans-
port and improving interfacial robustness under aqueous
conditions.

To further enhance interfacial regulation, inorganic
materials with strong Zn>" affinity have been employed to con-
struct artificial interfacial layers. As an example, a hybrid inter-

facial layer composed of alginic acid (AA) and lithium mag-

© 2025 The Author(s). Published by the Royal Society of Chemistry

in ZSO solution. (i) Cycling performance of Zn||Zn symmetric cells at a current density of
and an areal capacity of 10 mAh cm~2. Reproduced with permission from ref. 147. Copyright 2025, American Chemical Society.

nesium silicate (LMS) platelets was proposed, inspired by the
selective ion transport characteristics of cytomembranes.'*”
The integrated architecture established ion-conducting chan-
nels that enabled preferential Zn>" migration, which facilitated
rapid charge transfer and promoted uniform plating. To
examine interfacial interactions, the evolution of -COO™
stretching peak was monitored using Zn electrodes modified
with either the AA-LMS composite (AL@Zn) or AA alone
(A@Zn). FTIR spectra in Fig. 6g displayed a notable redshift in
AL@Zn compared with A@Zn, suggesting coordination

EES Batteries, 2025,1,1398-1443 | 1413


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5eb00142k

Open Access Article. Published on 01 d’ octubre 2025. Downloaded on 24/2/2026 18:26:33.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Review

between -COO~ groups in AA and LMS platelets. Moreover,
exposure to 2 M ZnSO, aqueous electrolyte (ZSO) led to a
further shift in the -COO™ peak regardless of the coating layer
composition, which confirmed selective Zn>" interactions with
both AA and LMS. The resultant dual coordination contributed
to the immobilization of absorbed water, as evidenced by
reduced O-H vibrational signals, which reflected a lower popu-
lation of free water and suppression of interfacial side reac-
tions. Computational analysis results revealed that the coordi-
nation number (CN) of Zn** decreased from 6.3 for bare Zn to
4.9 and 4.0 for A@Zn and AL@Zn, respectively, reflecting that
water molecules were substituted by AA or LMS through
electrostatic interactions (Fig. 6h). As a result, symmetric cells
employing AL@Zn anodes retained stable cycling over 450 h
under a high DOD of 85.6%, and this performance corro-
borates the role played by the hybrid layer in enabling Zn**
selectivity and regulating free water (Fig. 6i).

Introducing artificial interfacial layers represents a simple
yet tunable strategy to improve Zn anode reversibility by lever-
aging the distinct functionalities of various materials to regu-
late water and ion transport in aqueous electrolytes. For the
development of high-energy-density AZIBs, it is recommended
to consider the following aspects in designing interfacial coat-
ings from the perspective of anode optimization. First, since
the protective layer does not directly contribute to energy
storage, it must remain sufficiently thin. Considering that the
thinnest commercially available Zn foil is 5 pm thick, the
additional layer should be no thicker than 5 pm. To meet this
requirement, the coating must maintain structural robustness
during cycling and provide puncture resistance without com-
promising mechanical integrity. Designing elastic or even
stretchable polymer-based coatings is therefore desirable to
accommodate volume changes and suppress dendritic growth
in ultrathin configurations. In addition, maintaining perform-
ance with a minimal anode inventory through the use of a pro-
tective layer is also an important direction. For instance, Cho
et al. reported a single-walled CNT-coated Cu substrate
(CNT@Cu) that functioned as a nearly anode-free system.'*® In
that study, only 1 mAh cm™? of Zn was deposited on CNT@Cu
and then used in an AZIB full cell. Although reducing the
anode content generally increases the overall energy density,
the amount of Zn that can be reversibly cycled becomes extre-
mely limited, which compromises long-term operation. By con-
trast, the protective layer in this work enabled more stable
electrochemical behavior than bare Zn foil over extended
cycling, highlighting the broader applicability of protective-
layer engineering. Meanwhile, detailed analysis of ion behavior
within the protective layer is expected to uncover further
opportunities for enhancing anode performance. Although
considerable efforts have been devoted to understanding the
interactions between Zn>** ions and the coating matrix, deeper
insights into the underlying mechanisms may unlock new
strategies for interface engineering. Moreover, the transport
behavior of SO,>~ and H' ions, which are often overlooked in
comparison with Zn**, should also be carefully considered.
Elucidating their migration patterns and developing coatings
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that selectively restrict their transport will enable the design of
interfacial layers with elevated Zn®" transference numbers,
offering a promising avenue for improving the reversibility of
Zn metal anodes.

4.2 Deposition modulation using additives

Electrolyte additives have emerged as an effective and versatile
strategy to enhance the reversibility and morphological stabi-
lity of Zn metal anodes.'*®"*° Since the electrolyte directly
affects Zn** transport and interfacial reaction behavior, its
local tuning through additives plays a critical role in determin-
ing anode utilization and electrochemical reversibility. By
modulating the local chemical environment without altering
the bulk cell architecture, additives influence various inter-
facial phenomena such as Zn nucleation, growth kinetics, and
parasitic reactions.’®*'** Moreover, solution-phase modifi-
cations are particularly attractive due to their design flexibility,
ease of implementation, and broad compatibility with
different cell chemistries.">*">> A diverse range of additives,
including metal cations and organic molecules, have been
investigated to control Zn plating behavior, leading to
extended cycle life under practical conditions. As a result, a
comprehensive understanding of how additives regulate inter-
facial stability and ion transport is essential to fully exploit
their potential in high-performance AZIBs.

Cationic salt-modified electrolytes are formulated by dissol-
ving water-soluble ionic compounds into aqueous media,
enabling the electrochemical behavior to be modulated accord-
ing to the ionic radius, valency, and coordination character-
istics of the introduced cations.’>® As viable additive candi-
dates NH,*, Li", Na*, Mg**, La**, and Bi** have been employed
as cationic species that contribute to interfacial ionic regu-
lation and Zn plating stabilization."*”*®> One primary mecha-
nism responsible for deposition stabilization is the electro-
static shielding effect induced by inert cations that accumulate
at the electrode surface." The introduced cations have a
reduction potential lower than the redox potential of Zn** and
therefore remain electrochemically inactive near the surface,
where they repel incoming Zn>* via coulombic interactions. As
a result, the “tip effect”, in which charge concentrates and
accelerates dendritic growth at the protrusions, is alleviated
and Zn deposits laterally. Additionally, cationic additives con-
fined within the electric double layer (EDL) reconstruct the
local electric field distribution and effectively mitigate the
field gradient, which in turn regulates Zn>" flux and facilitates
dense, guided metal deposition.'®*'%*

Zhao et al. employed La(NO;); as a cationic additive to
weaken the repulsive force between Zn deposits on the elec-
trode surface and to modify the EDL environment.'®* The La
(NO;);-modified ZnSO, electrolyte (La**-ZS) yielded a dense
Zn morphology after cycling by reducing inter-deposit repul-
sion and suppressing the formation of electrically isolated
dead Zn, thereby supporting stable anode utilization. Zeta
potential measurements revealed that Zn flakes in the pristine
ZnSO, electrolyte exhibited a potential of —4.4 mV, indicating
a negatively charged anode surface. In comparison, when
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La*-ZS was used, the zeta potential increased to —0.7 mV,
indicating a reduced net surface charge that is critical to
changes in electrochemical behavior induced by the cationic
additive. Schematic illustrations of the EDL structures under
different electrolyte conditions in Fig. 7a clarify the underlying
mechanism governing La*"-induced deposition behavior. In
aqueous media, both Zn** and La*" competitively adsorb on
the Zn surface. However, the net surface charge is lower in the
presence of trivalent La®*, which compresses the EDL and miti-
gates electrostatic repulsion between Zn deposits (Fig. 7b).
Consequently, Zn nuclei are allowed to grow in closer proxi-
mity, enhancing interfacial cohesion and enabling them to
pile up along the c-axis with improved structural alignment,

a Stern layer Diffuse layer

Stern layer Diffuse layer
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while the ZnSO,-based electrode suffers from spatially separ-
ated Zn deposits with a loosely packed morphology.
Benefitting from the EDL manipulation, the Zn||Zn symmetric
cell could achieve stable cycling even under a high DOD of
80% with an areal capacity of 5.9 mAh cm™2.

Meanwhile, organic additives, including hydrocarbon
derivatives, sulfones, and amides, have also been widely
employed in AZIBs to suppress dendritic growth and enhance
anode reversibility.'®® Similar to cationic additives, these mole-
cules adsorb onto the electrode surface to regulate Zn depo-
sition behavior and suppress parasitic reactions.*® Notably,
when bulky additives preferentially bind to specific Zn crystal
planes, deposition occurs along a favored orientation, which
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promotes uniform growth, suppresses uncontrolled surface
area expansion, and minimizes electrically isolated zinc,
improving anode reversibility. Among the various crystallo-
graphic orientations, the (002) close-packed plane is typically
preferred due to its low surface energy and its ability to drive
ordered and densely stacked Zn deposition, ultimately leading
to a dendrite-free morphology.'®®'®” Wang’s group found that
sodium 3-mercapto-1-propanesulfonate (MPS) is an effective
organic additive for suppressing dendritic growth and parasitic
reactions.’® The sulfonate moiety in the MPS anion exhibits
strong affinity toward the Zn anode, which enables preferential
adsorption at the electrode surface. Notably, the sodium
cation in MPS exerts minimal influence, and the presence of
MPS barely alters the Zn>" solvation structure, indicating that
the enhancement in electrochemical performance is primarily
attributed to interfacial adsorption of the additive. DFT calcu-
lations revealed that the MPS anion preferentially adsorbs on
the (100) and (101) planes of Zn, with adsorption energies of
—4.70 and —4.58 eV, respectively, while the (002) plane exhibits
a weaker adsorption energy of —3.24 eV. The selective surface
occupation of MPS implies that the (002) plane remains rela-
tively available for hydrated Zn>* adsorption, facilitating pre-
ferred zinc growth on the (002) facet. In support of this, the
adsorption energy of hydrated Zn®>* on the (002) plane
increases markedly from —2.23 to —4.17 eV after MPS adsorp-
tion, suggesting enhanced Zn*" stabilization. Collectively,
these findings corroborate that Zn deposition proceeds more
readily and in a directionally regulated manner.

In addition, Ren et al. introduced an organic additive that
encourages exposure of the (100) plane and mitigates the
inherently slower crystal growth rate of the (002) facet as well
as its associated inefficiency during the stripping process."®®
Notably, 2-butene-1,4-diol (BED) adsorbs onto the Zn surface
during deposition but subsequently detaches during stripping,
which allows unobstructed Zn>" transfer and enhances the
reversibility of the Zn anode. The incorporation of 150 mM
BED into the aqueous electrolyte enabled stable cycling at a
high DOD of 67.7% and an areal capacity of 40 mAh cm™?,
while concurrently suppressing dendrite formation and inhi-
biting corrosion. Surface adsorption studies revealed that BED
exhibits a significantly stronger affinity for the (100) plane
than for the (002) or (101) planes, leading to preferential
binding at the former. The guided adsorption behavior
hinders Zn*" deposition onto the (100) plane and maintains
dominant exposure of the (100) plane, which subsequently
directs Zn growth along a defined orientation and yields a
well-ordered array of zinc plates with uniform morphology
(Fig. 7c). Transmission electron microscopy (TEM) of the
initial deposits confirmed that the inner domains were com-
posed of (002)-oriented hexagonal crystals, whereas the outer
regions were preferentially exposing (100) planes (Fig. 7d).
Meanwhile, hydrated Zn>* species coordinated by six water
molecules induce severe side reactions and cause corrosion at
the anode interface in conventional aqueous ZnSO, (ZSO) elec-
trolytes. By contrast, BED contains a C=C bond with strong
electronegativity that interacts with Zn**, modulates the local
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solvation structure, and results in improved corrosion resis-
tance. In addition, BED suppresses the adsorption of water
molecules at the anode surface, a process that reduces the like-
lihood of the Volmer step in the hydrogen evolution reaction
and limits direct water contact with zinc. Consequently, as
illustrated in Fig. 7e, the BED-containing electrolyte (ZSO +
BED) effectively mitigated surface degradation caused by den-
drite formation and side reactions, and preserved a smooth Zn
surface morphology throughout a continuous cycling.

Meanwhile, from the perspective of electrolyte formulation,
the use of additives that promote the in situ formation of struc-
turally robust SEI layers with strong affinity for the Zn anode
and improved ion transport is an effective strategy for interface
stabilization. For instance, Zeng and co-workers examined the
influence of additives on SEI formation in 2 M ZnSO,-based
AZIBs."®® The introduction of 80 mM Zn(CF;C00), led to the
formation of an inorganic SEI layer composed of both ZnS and
ZnF,, where CF;COO~ reorganizes the hydrogen-bonding
network of water molecules, thereby lowering water activity
and suppressing HER (Fig. 7f). XPS analysis of Zn 2p spectra
after 100 cycles revealed that the baseline ZnSO, (ZS) electro-
Iyte generated pronounced Zn-OH signals associated with
Zn,SO4(OH)e-5H,0 (ZSH) by-products. In contrast, the elec-
trode cycled in the ZSF electrolyte exhibited negligible Zn-OH
peaks, which suggests the formation of an SEI layer enriched
in ZnS and ZnF,. In typical ZnSO, electrolytes, participation of
SO,>” in electrochemical reaction is limited because the H,0-
Zn**-H,0 coordination structure hinders its incorporation
into the solvation shell. Despite its exclusion from the primary
coordination shell, SO,>~ retains a low LUMO energy level in
the solvated state and remains readily reducible. CF;COO~
forms strong hydrogen bonds with water, weakening the Zn**-
H,O interaction and allowing SO,>” to enter the primary sol-
vation shell, where it can participate in SEI formation.
Moreover, CF;COO™ itself can be incorporated into the sol-
vation structure and contribute to ZnF, formation via electro-
chemical reduction. The resulting ZnS/ZnF,-rich SEI facilitates
desolvation and provides a lower diffusion energy barrier for
Zn** transport compared with the ZSH-dominated interphase
(Fig. 7g). As a result, the ZSF electrolyte supported the for-
mation of a stable SEI layer, improved Zn anode reversibility,
and enabled long-term cycling in symmetric Zn||Zn cells
under high DOD conditions of 87.1% (15 mAh cm™?) at a
current density of 60 mA cm ™2 (Fig. 7h).

The introduction of electrolyte additives represents a
simple yet versatile strategy for enhancing AZIB performance.
Owing to their negligible volume and weight contributions,
such additives can be employed without significantly affecting
the energy density. To date, various approaches have been
developed for improving anode stability, including cationic
salts for regulating Zn deposition, organic and anionic com-
pounds for modifying solvation structures and directing
crystal growth, and additives that facilitate in situ SEI for-
mation. However, the rational design of electrolyte additives
must consider not only interfacial functionality but also
environmental compatibility and cost-effectiveness. Certain
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cationic salts and other chemical additives, when released into
aqueous environments, may pose ecological risks. In addition,
relatively high concentrations are sometimes required to
achieve the desired interfacial effects, which raises concerns
regarding both sustainability and scalability. Balancing electro-
chemical performance with environmental and economic
factors is therefore essential. To address these issues, several
eco-friendly and cost-efficient additives have been proposed.
For instance, Wang et al. utilized a biocompatible additive that
ensured renewability and non-toxicity, preserving the funda-
mental advantages of AZIBs.'”° Li et al. employed maleic anhy-
dride (MA) as a low-cost additive that formed hydrogen bond
networks with water molecules to reduce water activity and
simultaneously adsorbed onto Zn surfaces to promote uniform
metal deposition."”" Similarly, Chen’s group introduced cell-
ulose nanocrystals (CNCs), a widely available bio-based
material, to reconstruct the solvation structure and reinforce
interfacial chemistry, thereby improving Zn-ion mobility and
deposition uniformity.’”* The practical viability of additives in
large-area configurations is another key consideration. Unlike
coin-type cells, practical battery systems involve larger elec-
trode areas and more complex geometries, which can result in
non-uniform ion transport. Therefore, evaluating the reprodu-
cibility and spatial uniformity of additive-assisted Zn depo-
sition under realistic operating conditions is essential for con-
firming their practical applicability.

4.3 Surface engineering strategies

In addition to strategies involving protective interfacial layers
or electrolyte engineering to enhance Zn anode performance, a
growing body of research has focused on directly engineering
the Zn anode to achieve tailored electrochemical properties.
Such approaches are less affected by changes in electrolyte
composition or environmental conditions, as they are based
on intrinsic modification of the electrode material. Moreover,
direct structural tuning of Zn offers a highly intuitive route to
improve anode stability, and a variety of methodologies have
been developed following this concept. In essence, employing
substrates with high interfacial affinity can mitigate crystalline
inhomogeneity in subsequent Zn deposits and facilitates
uniform Zn growth that leads to stable electrodeposition.'”® Ji
et al. investigated the interfacial anisotropy between Zn depos-
its and underlying substrates, and introduced a Zn-containing
alloy layer to regulate the interface.'’* Lattice mismatch (5)
between Zn deposits and the substrate can be classified into
incoherent, semi-coherent, and coherent interfaces, where
coherent configurations exhibit the lowest § values. They pro-
posed that incoherent interfaces (6 > 0.25) induce higher
nucleation overpotentials, leading to preferential deposition at
surface protrusions and inhomogeneous Zn growth. While a
coherent interface can, in principle, form between Zn deposits
and a Zn substrate, the multi-oriented structure of metallic Zn
induces random growth directions, disrupting ideal epitaxial
stacking. In contrast, a CuZns interfacial layer introduced on
the Zn surface exhibits reduced lattice mismatch with the Zn
crystalline structure and facilitates ordered and stable epitaxial
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stacking. As a result, the interface-engineered -electrode
achieved a superior electrochemical reversibility in symmetri-
cal cell tests, even under a high DOD level of 85%.

Fundamentally, Zn exhibits distinct characteristics depend-
ing on its crystallographic planes, and engineering the elec-
trode to take advantage of the specific properties associated
with each plane can help suppress dendrite formation and
minimize side reactions. The (002) plane of Zn provides a flat
surface that supports epitaxial growth and has low surface
energy in its hexagonal structure, a combination that contrib-
utes to improved chemical stability. Recently, Cao et al. fabri-
cated a (002)-exposed Zn substrate using a selective chemical
polishing (CP) technique based on (NaPO;), as an etchant.'”
The CP process involved immersing the Zn metal in an
etchant solution to remove the native passivation layer (e.g.,
zinc oxide and zinc carbonate), thereby increasing the avail-
ability of electrochemically active sites and lowering the charge
transfer resistance. Furthermore, the authors eliminated
thermodynamically unstable planes except for the (002) plane
through the selective etching process, which allowed for
ordered metal deposition and reduced surface parasitic reac-
tions. Interestingly, PO;~ anions interact with the Zn surface
in a plane-specific manner. When adsorbed on the (100) or
(110) plane, PO;™ increases the Zn-Zn bond length, producing
a strong pulling effect that extracts Zn atoms from the lattice
and induces localized corrosion (Fig. 8a). In contrast, PO;~
adsorption on the (002) plane causes no detectable change in
Zn-Zn bond length, indicating that corrosion is suppressed on
this surface. The chemically polished Zn (CP-Zn) enabled
rapid yet confined two-dimensional Zn>** diffusion under con-
stant bias and significantly restrained dendrite formation com-
pared with bare Zn (Fig. 8b). Electrochemical measurements
confirmed that CP-Zn exhibited a lower nucleation overpoten-
tial, facilitating easier Zn deposition and promoting in-plane
growth guided by dominant (002) exposure. Moreover, the high
thermodynamic stability of the (002) plane made the CP-Zn
surface more resistant to aqueous corrosion and effectively pre-
vented the formation of Zn,SO,(OH)s-4H,0 by-products. As a
result, the combined effects of controlled deposition and sup-
pressed side reactions supported stable cycling at a high DOD
of 50%, and enhanced long-term performance was also demon-
strated in full cells with a VO, cathode (Fig. 8c).

In contrast to previous studies that aimed to construct Zn
anodes with dominant (002) planes to enhance electrochemical
performance, Xu et al. proposed selectively removing the Zn
(002) planes, suggesting that (002) is chemically unstable and
prone to corrosion in aqueous environments.'”® Upon immer-
sing Zn foils in 2 M ZnSO, aqueous electrolyte, X-ray diffraction
(XRD) analysis detected a marked reduction in the (002) plane
intensity, accompanied by the emergence of detrimental zinc
hydroxide sulfate phases. By comparison, the (100) and (101)
planes remained with hardly any change, which underscores
the high chemical reactivity of the (002) plane toward an
aqueous electrolyte. To further assess the effect of the (002)
elimination, the authors immersed Zn foils in an etching solu-
tion and fabricated surface-engineered Zn anodes with minimal
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(002) peak intensity by controlling the etching time (Fig. 8d).
Etching durations shorter than 2 h were insufficient to effec-
tively remove the (002) facet, while treatment exceeding 2 h led
to the reappearance of (002) planes due to severe surface
damage caused by over-etching. SEM observation after treat-
ment revealed that the resulting electrodes formed a vertically
aligned, pillar-like Zn microstructure, which provided a
smoother surface and reduced dendritic growth after plating
compared with bare Zn. Moreover, depth-resolved color
mapping of sulfur species (Fig. 8e) indicated severe surface

1418 | EES Batteries, 2025, 1,1398-1443

degradation on bare Zn, which retained substantial (002)
exposure. In contrast, selective elimination of the (002) plane
greatly alleviated surface parasitic reactions and limited by-
product accumulation. Collectively, this study presents a coun-
terintuitive yet effective approach in which the removal of the
commonly preferred (002) plane reduces interfacial degradation
and promotes uniform, dendrite-free Zn deposition.
Meanwhile, introducing Zn nucleation seeds directly into
the Zn metal substrate represents an effective strategy for stabi-
lizing initial nucleation and enhancing long-term electro-
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chemical performance.””'”® To date, various heterometallic
seeds including Ag, Au, Co, Cu, Pb, Sn, Bi, and In have been
investigated, which either form alloys with Zn>* during electro-
chemical reactions to lower the nucleation barrier or guide pre-
ferential deposition through strong Zn>* affinity.'”*"®’
Notably, nucleation sites enhance the spatial uniformity of
Zn*" reduction across the electrode surface, which leads to
compact metal deposition and promotes horizontal growth.
The morphology of the initial nucleation is particularly impor-
tant in determining the subsequent deposition pathway, since
charge tends to accumulate at protrusions, a phenomenon
commonly known as the “tip effect”, and this localized field
intensifies dendritic formation. Therefore, designing a well-
defined nucleation framework at an early stage is regarded as
a prerequisite for attaining durable Zn anode operation. Li and
co-workers incorporated silver nanoflakes (AgNFs) into the Zn
anode, which led to the formation of an AgZn; alloy phase
during cycling and mitigated dendritic propagation.'®® The
AgNF-integrated electrode exhibited a significantly lower
nucleation overpotential of 45.3 mV, in contrast to 77.8 mV
observed for bare Cu. Chronoamperometric analysis con-
firmed suppressed vertical Zn growth and showed enhanced
deposition uniformity over extended cycling. Moreover, electric
field simulations revealed that the AgNF-modified surface
remained smoother and maintained a more uniform inter-
facial field distribution. Building upon the stabilization effects
of nucleation host incorporation, Zhang’s group engineered an
electrode by embedding Pb nanoparticles within a PVDF
matrix through a chemical displacement reaction.’®® The
PVDF component possessed strong hydrophobicity toward
aqueous electrolytes and adhered to the Zn surface to block
direct contact between the electrode and the bulk electrolyte.
Simultaneously, the Pb nanoparticles with high Zn affinity
contributed to electric field regulation and lowered the energy
barrier for Zn nucleation. Pb also demonstrated greater resis-
tance to hydrogen evolution compared with metallic Zn and
delayed the onset potential of hydrogen evolution. As shown in
Fig. 8f, the Gibbs free energy of hydrogen adsorption on the
Pb surface was significantly higher than that on the Zn (101)
plane, which confirmed the HER suppression capability of Pb.
Furthermore, the strong affinity between Pb and Zn>" resulted
in a more negative adsorption energy on Pb (—2.70 eV) than on
Zn (—2.19 eV), supporting stable epitaxial Zn deposition on the
Pb-modified interface (Fig. 8g). The synergistic interaction
between the electrochemical contributions of Pb and the inter-
facial characteristics imparted by PVDF led to a marked
improvement in Zn reversibility, which outperformed Pb-only
modification and enabled the electrode to sustain stable cycling
for 800 h under a harsh DOD condition of 85.4% (Fig. 8h).
Anode engineering is an effective strategy encompassing
diverse approaches, including electrode interfacial modifi-
cation, selective etching, nucleation seed adoption, and the
use of powder-type Zn. All are aimed at enhancing Zn anode
reversibility and enabling higher depth-of-discharge, thereby
increasing the overall energy density. By directly modifying the
anode itself, these strategies offer a methodologically intuitive
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route to performance enhancement, as they inherently reduce
the number of uncontrollable variables. Meanwhile, verifying
the practical feasibility of surface treatment processes rep-
resents a crucial consideration. Chemical waste solutions gen-
erated during electrode engineering often exhibit high reactiv-
ity, potentially compromising the inherent environmental
advantages of AZIBs. Additionally, direct electrode treatments
that involve the incorporation of costly metallic nucleation
sites may impose significant economic burdens. These
approaches typically require high material purity and precise
control over interfacial chemistry, which further increase com-
plexity and manufacturing expenditure. When extended to
large-area electrodes, these treatments make it increasingly
difficult to maintain uniformity and reproducibility due to
higher system complexity. Accordingly, consistent performance
across scalable electrode modifications becomes essential for
practical application.

Currently, a metallic Zn foil that serves as both substrate
and active material is the most widely used configuration for
Zn anodes, with Table 2 concisely summarizing representative
specifications of the previously discussed Zn foil anodes.
However, powder-type Zn has recently gained attention as a
promising alternative due to its low cost, ease of large-scale
processing, and tunable physicochemical characteristics.'?*'9?
Moreover, powder-type anodes can be implemented without a
separate foil lamination step and can leverage existing slurry-
based processes, enabling continued use of current LIB manu-
facturing facilities. In addition, rational design of the N/P ratio
allows tuning toward an optimal balance between performance
and product quality. Despite these merits, powder-based Zn
anodes suffer from an inherently large surface area, which
increases their susceptibility to electrochemical and chemical
side reactions."®>'** In addition, spherical Zn particles often
experience contact failure during repeated cycling, leading to
the formation of electrically isolated “dead Zn” and the loss of
continuous electron pathways, which severely impairs anode
reversibility.”>'®> To overcome these limitations, Chen and co-
workers developed a Bi@Zn powder anode by introducing zin-
cophilic Bi nanosheets via a galvanic replacement reaction
(Fig. 9a)."°® Owing to its stronger adsorption affinity for Zn>*
than metallic Zn, Bi acts as an effective nucleation site, pro-
moting uniform and stable Zn deposition. This nucleation
control improves the reversibility of Zn plating and stripping
by preventing interparticle disconnection and preserving unin-
terrupted electron transport channels. As a result, Bi@Zn
exhibited a markedly reduced nucleation overpotential com-
pared with bare Zn and demonstrated stable cycling in sym-
metric cells under a high DOD of 45%. Moreover, Bi incorpor-
ation mitigates local charge accumulation, which suppresses
intensified Zn growth during prolonged operation (Fig. 9b).
Although the large surface area of powder-type Zn typically
accelerates side reactions, the Bi-modified electrode exhibited
suppressed HER, attributable to a higher Gibbs free energy of
hydrogen adsorption (Fig. 9c). Accordingly, both DEMS and
Tafel curves validated the superior electrochemical and chemi-
cal stability of Bi@Zn, confirming its practical viability for
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Table 2 Anode-focused strategies to develop high-energy-density metallic Zn foil-based AZIBs

Areal Current
capacity density Cycle DOD
Strategy Approach Materials (mAhem™)  (mAem™)  life(h) (%) Ref.
Artificial layers Hydrophobic organic layer (CyF4)n—C 2 5 >900 40 136
Hybrid multifunctional layer ZIF-8 decorated GO 5 1 >500 42.7 145
Hybrid multifunctional layer Cu@PCN 20 10 >550 17.1 146
Hybrid multifunctional layer AA and LMS 10 2 >450 85.6 147
Additives EDL modification La(NO;); 5.93 10 >140 80 161
Adsorption on Zn MPS 47.1 3 >350 80 98
Adsorption on Zn BED 40 1 >300 67.7 166
In situ SEI formation Zn(CF;COO0), 15 60 >180 87.1 167
Surface engineering  Selective chemical polishing (NaPO3), 13.5 10 >240 50 175
Selective etching Terephthalic acid and ZrCl, 10 20 >400 20 176
Alloy formation Ag nanoflakes 5 10 >200 85.4 188
Chemical displacement reaction ~ PVDF and PbCl, 10 20 >800 85.4 189
AZIBs by addressing the critical drawbacks of powder-based Zn Zn(OH)4(aq)2’ +2e” « Zng) +40H(,q) " (4)
anodes.
While nucleation sites temper the initiation of metal Overall:
growth, practical reversibility can also be achieved by the ZnOy) + HyOp) + 26~ < Zn(g) + 20H uq)~ (5)

binder network that accommodates volume changes and pre-
serves uniform ion transfer pathways. Currently, most reported
studies have primarily focused on modifying the Zn powders
themselves, whereas the role played by binder materials has
received far less attention.'”'*® Given that the electrochemical
performance of electrodes fabricated through slurry-casting
processes is highly dependent on the properties of the
binders, improving reversibility by optimizing binder function-
ality represents a methodologically sound and necessary direc-
tion. For instance, Lei et al attempted to enhance electro-
chemical performance by replacing the commonly used PVDF
binder with a blended binder composed of PTFE and carboxy-
methyl cellulose (CMC)."*® Single-component PVDF binders
exhibit inadequate electrolyte wettability and poor Zn**
affinity, rendering them unsuitable for uniform Zn deposition
unless coupled with additional anode modifications. To
address these limitations, the authors combined electrochemi-
cally stable and strongly hydrophobic PTFE, which mitigates
side reactions in aqueous environments, with zincophilic
CMC. The proposed dual-function binder suppresses hydrogen
evolution and corrosion reactions, supports favorable Zn>*
transport pathways, and drives ordered Zn deposition.

Meanwhile, Zn-air batteries that target high energy density
commonly employ alkaline electrolytes to promote the oxygen
reduction reaction (ORR) and the oxygen evolution reaction
(OER) at the cathode.>*® However, the poor reversibility of Zn
anodes in alkaline media prevents full utilization of the attain-
able energy density and remains a bottleneck for the develop-
ment of high-energy zinc batteries. Unlike in acidic media, Zn
anodes in alkaline electrolyte undergo dissolution and precipi-
tation, complexation, and redox reactions that lower reversibil-
ity, as follows:**"

ZI‘IO(S) + H20<1) + ZOH(aq)7 — Zl’l(OH)4(aq)27 (3)

1420 | EES Batteries, 2025, 1,1398-1443

This complex solid-solute-solid pathway forms a ZnO pas-
sivation layer on the anode surface during cycling, which
hinders the reversible reaction of metallic Zn. It can also
trigger anode dissolution, leading to loss of active material
and morphological degradation that undermines long-term
operation. Recently, Liu’s group reported an aqueous zinc
battery operable under alkaline conditions by introducing a
ZnO anode.””” They replaced metallic Zn with ZnO nanorods
to mitigate reversibility loss arising from parasitic reactions.
The ZnO anode was coated with a TiO, passivation layer that
allowed OH~ and H,O transport while blocking Zn(OH),*,
which improved stability. In addition, the TiO, layer exhibited
low HER activity, suppressing hydrogen evolution and the
associated electrolyte depletion that are problematic in alka-
line media. To verify coating uniformity and the stability of the
passivating effect, the authors synthesized a HER-suppressing
sealed nanorod (HSSN) anode and confirmed a conformal
TiO, shell around ZnO by scanning transmission electron
microscopy (STEM) (Fig. 9d). Owing to this robust coating,
immersion in 4 M KOH resulted in nearly 90% lower Zn dis-
solution for the HSSN anode compared with uncoated ZnO. To
further assess HER suppression, TiN,O, with a similar struc-
ture served as a control sample for linear sweep voltammetry,
and TiO, showed markedly improved HER resistance (Fig. 9e).
Since HER activity correlates with the free energy of hydrogen
adsorption, a higher adsorption free energy corresponds to
lower HER activity. Computational analysis revealed a larger
H-adsorption free energy for TiO, (0.50 eV) than for TiN,O,
(0.24 eV), clarifying the underlying mechanism. As a result,
cells employing the HSSN anode operated stably in a beaker
cell environment and 100% DOD level, which demonstrates
the feasibility of alkaline-electrolyte aqueous zinc batteries
(Fig. of).

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 9 Alternative anodes to replace Zn foil in high-energy-density AZIBs. (a) Schematic illustration of plating/stripping behavior of the bare Zn
powder anode (top) and Bi@Zn powder anode (bottom). (b) COMSOL simulation of current density distribution (left), Zn®* concentration (middle),
and morphology evolution (right) of the Bi@Zn powder anode during plating to elucidate Zn deposition mechanism. (c) The calculated adsorption
free energy of H (AGy+) on the Zn and Bi. Reproduced with permission from ref. 196. Copyright 2024, The Royal Society of Chemistry. (d) STEM
image and elemental mappings of a ZnO@TiO, nanorod. (e) IR-corrected polarization curves of TiN,O, and TiO, electrodes. At any fixed potential,
the hydrogen evolution on the TiN,O, electrode is severer than the TiO, electrode. Scan rate is 2 mV s7L. (f) Cycling performance of the HSSN
anode in a beaker cell with a large amount of electrolyte at 100% DOD. Reproduced with permission from ref. 202. Copyright 2020, American

Chemical Society.

5. Tailoring cathode materials for
high capacity and elevated operating
voltage

The energy density of AZIBs is governed by both specific
capacity and the working voltage, where the working voltage is
determined by the potential difference between the cathode
and the Zn anode. In most AZIB configurations, metallic Zn is
employed directly as the anode, which means that the working
voltage is primarily governed by the cathode potential. This

© 2025 The Author(s). Published by the Royal Society of Chemistry

relationship emphasizes the need for high-voltage cathode
materials in AZIBs. From a capacity perspective, Zn anodes
intrinsically provide high gravimetric
capacities. However, the relatively low capacity of most cath-
odes causes an imbalance, and a considerable fraction of the

and volumetric

Zn anode remains unused. As a result, enhancing both redox
potential and the capacity of cathode materials becomes a
critical factor in boosting the overall energy density of AZIBs.
Currently, multiple strategies have been proposed to
increase energy density through cathode-side modifications.
From a chemical standpoint, a strategy to improve the intrinsic
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characteristics of the active material, such as capacity and
redox potential, is one approach. From an engineering stand-
point, the practical energy density depends on minimizing the
mass contribution of electrochemically inactive components,
such as the current collector (CC), binder, and conductive
materials. This objective may be realized by decreasing the
absolute quantity of inactive constituents or by increasing the
proportion of active material, which reduces the relative
content of inactive phases within the electrode. For example,
the binder system can be engineered to ensure strong
adhesion even in thick-electrode configurations.>*® The struc-
tural reinforcement helps maintain the overall architecture
and ensures sufficient mechanical contact. Beyond adhesion,
advanced binders may also facilitate ionic and electronic trans-
port throughout the bulk of the electrode. As a result, redox
reactions can proceed uniformly across the entire thickness.
The design of CC can also be modified by reducing its weight
or enhancing its conductivity to maintain uniform electron
transport within high-mass-loading electrodes. This section
highlights recent progress in cathode-focused strategies aimed
at increasing the energy density of AZIBs. Particular attention
is given to material design, structural and compositional
engineering of electrodes, and approaches that support high-
mass-loading architectures. This section also provides future
perspectives for the development of cathode systems capable
of maximizing the energy output of AZIBs.

5.1 Design of optimized cathode materials

Cathode materials used in AZIBs can be broadly categorized
into four representative families: manganese-based oxides,
vanadium-based compounds, Prussian blue analogues (PBAs),
and organic cathodes.>** Each category offers distinct electro-
chemical characteristics and faces specific challenges that
influence their suitability for practical applications.
Manganese-based oxides are among the most extensively
studied cathode materials due to their natural abundance, low
toxicity, environmental friendliness, and cost-effectiveness.’*>
Manganese-based oxides exhibit theoretical capacities of
308 mAh g~' based on one-electron redox reactions and up to
616 mAh g' through two-electron processes.’*® Discharge
potential of manganese-based oxides typically ranges between
1.2-1.4 V vs. Zn/Zn**, where crystalline phases of manganese
dioxide exist in various polymorphs including a-, -, y-, A-, and
£-Mn0,.> "> Owing to their structural differences, each
phase exhibits unique ion transport kinetics, electrochemical
stability, and charge-discharge characteristics, which play a
key role in determining the electrochemical performance of
each phase. In addition to MnO, polymorphs, both tunnel-
type materials (e.g., Nay4,MnO,) and spinel-structured com-
pounds (e.g., LiMn,0,4) have been explored as candidates with
structural versatility and potential for stable Zn>* storage.*"?
However, manganese-based materials still suffer from Mn>*
dissolution and limited ionic or electronic conductivity, which
hinders long-term cycling performance.

Vanadium-based cathodes, which utilize vanadium oxides,
also offer several promising features. Vanadium is inexpensive
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and widely available and exhibits multiple valence states from
V¥ to V®*.*' The multivalence allows multi-electron redox
reactions, which theoretically support specific capacities
ranging from 200 to 500 mAh g~". In particular, hydrated com-
pounds such as V,05-nH,0 have been reported to facilitate
Zn*" intercalation due to their expanded interlayer spacing
and also exhibit pseudocapacitive behavior.>'> As a result,
vanadium-based materials are not only employed in AZIBs but
have also been actively studied in lithium-ion and sodium-ion
battery systems.>'®?'” Nonetheless, these materials typically
operate at low discharge potentials below 1 V vs. Zn/Zn*",
which limits the achievable energy density.>'® In addition, dis-
solution of active materials in aqueous electrolytes during the
repeated cycles remains a critical issue, as similarly observed
in Mn-based cathodes.”™® Extensive research efforts are
ongoing to address these drawbacks through material modifi-
cation and electrolyte engineering.

PBAs represent another important class of AZIB cathodes,
particularly notable for their relatively high operating voltages
(1.4 V-1.8 V vs. Zn/Zn*") and stable electrochemical behavior.
These materials generally adopt a face-centered cubic frame-
work with the formula A,M;[M,(CN)g],-nH,O, where M; and
M, are transition metals bridged by cyanide ligands and A rep-
resents mobile alkali or alkaline earth cations, respectively.””
Their open 3D structure facilitates rapid Zn>" diffusion, sup-
porting efficient electrochemical kinetics. However, PBAs gen-
erally exhibit low theoretical capacities of less than 100 mAh
g~ and poor electronic conductivity.”** To overcome these
limitations, the development of high-capacity PBA-type
materials and their integration with conductive frameworks is
essential. Additionally, numerous AZIB cathodes are syn-
thesized via hydrothermal routes. Continuous discussion is
required to determine whether this method can be feasibly
scaled up for practical implementation.”” A summary of the
representative inorganic cathodes for AZIBs discussed above is
provided in Fig. 10.>*>72%°

Organic cathodes, in contrast to inorganic systems, offer
lightweight and sustainable alternatives. Organic cathodes can
be synthesized from abundant feedstocks and provide structural
tunability through molecular design. Environmental compat-
ibility and broad functional diversity of organic cathodes have
attracted increasing attention. Common redox-active groups in
organic cathodes include quinone (C=O) and imine (C=N)
functionalities, which reversibly interact with Zn>* or H" during
the cycle.”*%**" While these materials offer design flexibility and
green chemistry potential, they also often suffer from low con-
ductivity, structural instability in aqueous media, and solubility-
related capacity loss. Consequently, strategies such as polymer-
ization, backbone stabilization, and hybridization with conduc-
tive components have been explored to enhance their electro-
chemical performance. This section introduces each cathode
material system in detail and highlights recent strategies that
have been developed to enhance energy density by improving
capacity and operating voltage through material design.

Recently, Katsuyama et al. reported a promising strategy to
enable the two-electron redox process of manganese oxide,

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 10 Overview of diverse cathode materials investigated for AZIBs, with emphasis on their distinct advantages and critical challenges.
Reproduced with permission from ref. 222. Copyright 2022, Springer Nature. Reproduced with permission from ref. 223. Copyright 2016, Springer
Nature. Reproduced with permission from ref. 224. Copyright 2022, Elsevier.

thereby realizing its theoretical capacity.>*> While ZnMn,0,
theoretically allows a Mn*"/Mn** redox reaction (448 mAh g™ ),
previous studies had been limited to a one-electron process. By
synthesizing ultrasmall ZnMn,0, nanoparticles with a diameter
of 5 nm via a rapid room-temperature alcohol reduction process
and compositing them with high-surface-area graphene, a
reversible capacity of 445 mAh g¢~' was realized, which closely
approaches the theoretical maximum (Fig. 11a). The graphene
not only served as a conductive matrix but also mitigated nano-
particle aggregation by forming a percolating network that
enhances both electron transport and electrochemical accessi-
bility across the electrode. As evidenced in Fig. 11b, the ultra-
small ZnMn,O, nanoparticles without graphene exhibited
severe aggregation and developed large secondary clusters that
can hinder ion/electron transport. In contrast, the graphene-
containing composite in Fig. 11c displayed a well-dispersed
morphology, where the nanoparticles are uniformly anchored
on the graphene sheets. This configuration effectively prevented
aggregation and promoted interfacial contact. In addition to
achieving high capacity, the composite electrode demonstrated
excellent tolerance under elevated current densities. The
specific discharge capacity remained at 406 mAh g™" at a high
current density of 2000 mA g™, corresponding to only an 8%
decrease compared with the value at 100 mA g~'. Even at
10000 mA g, it maintained 334 mAh g~', confirming its
remarkable rate capability. Furthermore, the full cell exhibited
an energy density of 371 Wh kg™, with a projected increase to
504 Wh kg~ " when the active material loading reaches 80%. The
improvement demonstrates that nanoscale engineering com-
bined with conductive frameworks can unlock multivalent
redox pathways in conventional spinel materials, providing a
viable route toward high-capacity and high-rate AZIBs.

© 2025 The Author(s). Published by the Royal Society of Chemistry

Building on the previous approach which enhances the
capacity of Mn-based cathodes by introducing additional com-
ponents into the electrode, the study introduced here focused
on directly intercalating organic molecules into the voids
between vanadium oxide layers, thereby altering the intrinsic
characteristics of the active material itself. Zhang et al. utilized
organic molecular intercalation to engineer vanadium oxide
cathodes, aiming to address the sluggish ion diffusion and low
operating voltage commonly seen in layered vanadium-based
materials.>*® By intercalating 1,3-propane diamine (DP) mole-
cules, the interlayer spacing of V;0,-H,O (VO) was expanded
from 8.5 to 10.3 A, as verified by the XRD peak shift from 10.4°
to 8.6° (Fig. 11d). This structural modification alleviated electro-
static repulsion and steric hindrance, and it formed more acces-
sible pathways for Zn>* insertion. As clearly shown in Fig. 11e,
electrochemical kinetics measured by galvanostatic intermittent
titration technique (GITT) analysis revealed that VO-DP reached
Zn*" diffusion coefficients in the range of 10~ to 10~% cm® s7%,
which are much higher than pristine VO. Importantly, this fast
diffusion was maintained even after 300 cycles at high current
densities, indicating excellent structural resilience. In addition
to improving Zn>" transport, DP ligands also participated in the
charge storage process alongside vanadium oxide, which helped
to stabilize the layered framework during repeated cycling. This
collaborative charge-discharge mechanism not only enhanced
structural integrity but also elevated the redox potential, and
the system reached a high operating voltage of 0.89 V (Fig. 11f).
Through the intercalation strategy, the VO-DP cathode affords
both higher operating voltage and capacity, offering a promising
pathway for advanced AZIB development.

Differing from vanadium-based cathode systems, as men-
tioned above, PBAs operate at relatively high voltages but
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Fig. 11 Strategies to enhance energy density through the structural and compositional tuning of cathode materials. (a) Conceptual illustration of
the ultrasmall ZnMn,0O, spinel (5 nm) and graphene composite. (b) TEM images of ultrasmall ZnMn,O4 nanoparticles and (c) ultrasmall ZnMn,O4
spinel nanoparticles composited with graphene. Reproduced with permission from ref. 232. Copyright 2024, Wiley-VCH. (d) XRD pattern of VO-DP.
(e) Diffusivity coefficient and voltage files during GITT measurements. (f) The charge—discharge curves of Zn||VO and Zn||[VO-DP cycling at 0.05 A
g1, Reproduced with permission from ref. 233. Copyright 2023, Wiley-VCH. (g) HRTEM image of the Mn@FeHCF. (h) EDS elemental mappings. (i)
Voltage profiles of the MNHCF and Mn@FeHCF. Reproduced with permission from ref. 234. Copyright 2023, American Chemical Society. (j)
Overview of the basic characteristics of the n-, p-, and bipolar-type organic cathodes for AZIBs. (k) Proposed redox mechanism of CpCNg2~. TBA
cation insertion/de-insertion occurs when Cp(CN)g core is oxidized/reduced between -2 to O state. Reproduced with permission from ref. 238.
Copyright 2024, Wiley-VCH. (I) Schematic illustration of the molecular structure transformations of PDSe during charging and discharging.
Reproduced with permission from ref. 237. Copyright 2024, Wiley-VCH.

suffer from intrinsically low capacity. Among them, manga- the ability to access the Mn**/Mn*" redox couple for capacity
nese-based PBA compounds such as manganese hexacyanofer- contribution and also facing critical limitations such as severe
rate (MnHCF) are representative examples, characterized by manganese dissolution and Jahn-Teller distortion during

1424 | EES Batteries, 2025, 1,1398-1443 © 2025 The Author(s). Published by the Royal Society of Chemistry
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cycling. The degradation pathways gradually reduce the
amount of active material and compromise structural stability,
which restricts both reversible capacity and long-term
durability.

To overcome the challenges and enhance energy density, it
is essential to simultaneously increase the active capacity and
maintain structural stability during cycling. In response to this
need, Yang et al. proposed an epitaxial core-shell architecture,
where MnHCF serves as the high-capacity core, and iron hexa-
cyanoferrate (FeHCF) forms a protective shell (Fig. 11g and
h).** The protective shell effectively blocked the direct contact
between the manganese core and the electrolyte, suppressing
Mn dissolution. During Zn>" insertion, the FeHCF shell par-
tially transformed into an amorphous layer, which played a
critical role in stabilizing the electrode interface. This amor-
phous region accommodated the mechanical stress generated
during ion insertion and extraction, and this stress accommo-
dation helped limit the volume expansion of the core. As a
result, the FEHCF shell not only served as a protective barrier
against electrolyte attack but also functioned as a dynamic
buffer layer that stabilized both structural and electrochemical
performance during cycling. Thanks to this design, the
Mn@FeHCF electrode exhibited substantially improved cycling
stability and higher capacity compared with pristine MnHCF
(Fig. 11i). The core-shell structure delivered a high reversible
capacity of 166 mAh g™' and exhibited an average discharge
voltage of about 1.8 V.

Consistent with the majority of reported studies, inorganic
cathodes have been widely used in AZIBs. However, organic
cathodes have also been explored as promising candidates,
offering advantages such as structural tunability, sustainabil-
ity, and the potential for high energy density. In terms of
charge storage mechanisms, organic cathodes can be categor-
ized into n-type, p-type, and bipolar (b-type) materials, each
with distinct characteristics that significantly affect their
electrochemical performance (Fig. 11j). The n-type organic
cathodes primarily store charge by the insertion of cations,
facilitated by functional groups such as carbonyl (C=0) or
imines (C=N) and generally exhibit high capacities but
operate at low redox potentials (<0.8 V vs. Zn/Zn>*).>*>**¢ For
example, calix[4]quinone (C4Q) has been studied for the high
capacity, but practical application is limited by the relatively
low voltage range.>*° In contrast, p-type organic cathodes store
charge through the insertion of anions. The p-type organic
cathodes are known for their high redox potentials, typically
above 1.0 V vs. Zn/Zn**, making them ideal for achieving high
energy density.>*” However, p-type cathodes often suffer from
limited charge storage (<100 mAh g™ "), which constrains the
deliverable energy output. Although high-voltage operation is
feasible, the insufficient reversible capacity also narrows the
scope of practical implementation in energy-demanding
systems.

Accordingly, several efforts have been made to elevate the
operating potential of n-type cathodes or to enhance the
charge-storage capacity of p-type cathodes. Park et al. devel-
oped a cyclopropanate-based cathode, Cp(CN)s>~, and intro-

© 2025 The Author(s). Published by the Royal Society of Chemistry
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duced tetrabutylammonium triflate (TBAOTf) salts into the
aqueous electrolyte.>*® The TBA' cation stabilized the cathode
by preventing the dissolution of active materials throughout
repeated cycling. This stabilization supported high-voltage
operation beyond its intrinsic redox potential. In this system,
during charging, TBA" de-inserts while Cp(CN)¢>~ oxidized to
its neutral state (Fig. 11k). During discharge, the TBA" re-
inserted as the neutral Cp(CN)s was reduced back to the —2
state, completing a reversible two-electron redox cycle. The
electrolyte engineering strategy allowed the n-type cathode to
operate stably at discharging voltages up to 1.4 V, and the
system overcame the conventional voltage limitations of n-type
organic cathodes.

Uniquely, beyond the two types of cathodes, there is
another type of organic cathode called b-type organic cathode.
Dual redox functionality in b-type organic cathodes permits
the uptake of both cations and anions by bridging the charge-
storage mechanisms of both types. Accordingly, this class of
cathode achieves a synergistic balance between large specific
capacity and elevated working potential. Nevertheless, many
studies reported that b-type systems cannot fully exhibit
bipolar redox activity due to poor reversibility and suboptimal
charge-storage capability. For example, bis(phenylamino)phe-
nothiazin-5-ium iodide (PTD-1), a representative b-type organic
cathode for AZIBs, delivers an average discharge voltage of
1.1 V and limited capacities below 150 mAh g~* at a rate of
0.1 A g '.** Therefore, it is imperative to unlock the full
potential of b-type organic cathodes by designing new electro-
active sites beyond conventional organic functional groups.

Accordingly, a representative case is introduced here, in
which a design strategy successfully addresses these challenges
and fully realizes the bipolar advantages of b-type organic cath-
odes. For instance, Yan et al. introduced phenyl diselenide
(PDSe) as a promising b-type cathode material that overcomes
some of these limitations.>®” The charge-discharge mecha-
nism of PDSe involves a dynamic structural transformation
that enhances its electrochemical performance. Fig. 111 sche-
matically displays the molecular changes during the cycle,
where the Se-Se bond in PDSe can be continuously broken
and repaired. The process is initiated in the first step, where
the reaction is described as:

PhSe-Zn-SePh = PhSe-SePh + Zn** + 2e~ (6)

In this step, the Zn>" ions are extracted from the PDSe
cathode, while electrons flow through the external circuit. The
bond between PhSe and Zn is broken, and the Zn** ions, along
with the electrons, are released into the electrolyte.

In the second step, the cathode undergoes an anion coordi-
nation reaction with OTf™:

PhSe-SePh + OTf~ = 2PhSe-OTf + 2e~ (7)

This step involves the PhSe-SePh molecules reacting with
OTf~ to form PhSe-OTf, while diselenide bonds are released.
This further facilitates the two-electron redox process that is
key to high-voltage operation and long cycle life. These find-
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Table 3 Summary of cathode materials for high-energy-density AZIBs
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Voltage range

Specific capacity (mAh g7')/ Mass loading

Cathode type Materials (V vs. Zn/Zn*") current density (mA g™*) (mg cm™?) Ref.
Mn-based ZnMn,0, spinel + graphene 0.8-1.85 448/0.1 — 232
V-based 1,3-Propane diamine-intercalated V;0,-H,0  0.2-1.6 473/0.05 — 233
Prussian blue-based Epitaxial Mn@FeHCF 0.7-2.1 (or ~2.2) 166.3/0.1 1.5 (coin cell-type) 234
12 mAh/0.03 4 (pouch-type)
Organic cathode Cp(CN)g>~ 0.7-1.8 78.4/3.76 2-2.5 238
50/38.4 10
Phenyl diselenide + ordered mesoporous 0.01-2.0 621.4/0.1 2 237

carbon

ings demonstrate that PDSe-based cathodes can achieve high
voltage and long cycle life by leveraging the dynamic bond-
breaking and self-repairing mechanism during charge-dis-
charge cycles. Through sequential redox reactions, PDSe
enables dual-ion coordination and offers potential as a viable
b-type organic cathode material. Collectively, Table 3 summar-
izes the characteristics of the cathodes described above.

5.2 Modification of polymeric binders

As discussed in the anode section, achieving a high DOD and
reducing N/P ratio are key strategies for maximizing energy
density. However, most currently reported AZIB systems still
exhibit relatively high N/P ratios, mainly due to the use of thin
cathodes that limit the areal capacity. To address this issue,
designing thick cathodes with minimized inactive fractions is
necessary, and this relies on binder systems that can reliably
support thick-electrode fabrication. Ironically, although the
binder is required to deliver robust adhesion, it must simul-
taneously be used sparingly to preserve the high proportion of
electrochemically active components. This conflicting require-
ment complicates the design of binder systems, especially
under harsh cycling conditions.

Therefore, several core requirements must be met by binders
to achieve this goal. First, strong adhesion is indispensable for
maintaining the structural integrity of thick electrodes during
fabrication and cycling. Without sufficient adhesion, electrode
cracking and delamination occur more readily as the electrode
thickness increases. Second, oxidative stability is critical
because AZIB cathodes often operate at voltages beyond the
thermodynamic window of water, where oxidative degradation
of the binder could compromise both electrode stability and
battery safety.**° Third, binders must facilitate ionic conduction
since they typically coat active materials, potentially hindering
electrolyte penetration and Zn>" transport.>** Therefore, ionic
pathways should be maintained across the electrode. Fourth,
hydrophilicity is essential to ensure the aqueous electrolyte uni-
formly wets the entire electrode structure, particularly for thick
electrodes where poor electrolyte infiltration could result in
underutilized inner regions. Lastly, binder must enable homo-
geneous dispersion of active materials and conductive additives
during slurry preparation to achieve uniform electrode micro-
structure and performance.

Beyond these essential properties, several optional but
desirable features can further improve electrode stability and
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performance. Binders capable of buffering structural stress or
exhibiting self-healing properties may alleviate damage caused
by phase transitions or lattice distortions in AZIB cathodes.**?
While such structural changes are typically moderate in
aqueous systems, they can still occur during the cycle in
cathode materials like MnO, and other transition metal
oxides, where repeated ion insertion and extraction induce
local mechanical strain. Also, water-based slurry processability
is beneficial for environmental sustainability and process scal-
ability, aligning with the intrinsic eco-friendly nature of AZIBs
that utilize non-flammable aqueous electrolytes and abundant
raw materials. Moreover, imparting electronic conductivity to
the binder could mitigate contact loss during the cycle, which
becomes more problematic in thick electrodes. Lastly, ionic
coordination capability could help immobilize dissolved metal
species, such as Mn?*, which are typically observed in cathode
systems like MnO,.>*® By suppressing metal dissolution and
shuttling effects, such binders contribute to stabilizing the
electrode-electrolyte interface and improving long-term
cycling performance. In this section, recent binder designs are
highlighted that enable thick cathode fabrication and
improved electrolyte infiltration, ultimately advancing the
practical energy density of AZIBs.

A recent study by Feng et al. introduced polyurea-based
binders incorporating dynamic diselenide or disulfide bonds
for AZIBs.>** Through a one-step polymerization, two types of
binders, polyurea-containing diselenide (PICSe) and polyurea-
containing disulfide (PICS), were synthesized, which incorpor-
ated Se-Se and S-S linkages, respectively, into the polyurea
backbone (Fig. 12a). These dynamic bonds, together with
hydrogen bonding between urea groups, induced physical
cross-linking that substantially enhanced the mechanical
stability of the cathode. In particular, the PICSe-based elec-
trode exhibited a peel strength of 3.36 N, over sevenfold higher
than that of PVDF binder, effectively sustaining electrode
integrity during repeated volume changes (Fig. 12b). Beyond
mechanical reinforcement, these binders acted as dynamic
cofactors for Zn>" transport. Diselenide and disulfide units
reversibly coordinated with Zn>* ions, facilitating charge trans-
fer and enhancing redox kinetics. Among the two, diselenide
exhibited faster Zn>" diffusion (log Dz, = —7.5 to —10.5), which
stems from selenium’s lower bond dissociation energy and
greater electrical conductivity compared with sulfur (Fig. 12c).
The properties synergistically accelerated the dynamic bond

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 12 Thick electrode engineering based on a newly developed functional binder. (a) Schematic diagram of the chemical structure and electro-
chemical reaction of the binders. (b) Peeling force—displacement curves of different binder-based cathodes. (c) GITT test curve of the PICSe-based
cathode. Reproduced with permission from ref. 243. Copyright 2025, American Chemical Society. (d) Schematic illustrations show the facile trans-
port of Zn?* in a thick electrode with S-PVdF binders. (e) Cross-sectional SEM images of cathodes with S-PVdF binders before the calendering
process. Inset images correspond to the post-calendering state. (f) Galvanostatic charge/discharge voltage profiles voltage versus specific capacity
at a current density of 0.5 A g~ (the 5™ cycle). Reproduced with permission from ref. 244. Copyright 2023, Springer Nature. (g) Electrolyte contact
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exchange and Zn®" migration during battery operation. thick cathodes (Fig. 12d).>** S-PVAF was synthesized via a
Nevertheless, this work primarily focused on Zn>* coordi- simple sulfonation process. The process introduced numerous
nation and thin-film electrodes and did not explore the com- sulfonate groups onto the hydrophobic PVdF backbone. The
plexities associated with thick electrodes. Future studies modified hydrophilic groups dramatically reduced the electro-
should extend this binder design to high-mass-loading cath- lyte contact angle of the electrode to 39°, compared with 92°
odes, assess ion transport properties and ensure that electro- for the pristine PVdF, and enabled effective electrolyte pene-
lyte infiltration enables sufficient electrochemical reactions tration throughout the thick electrode. As a result, electrodes
throughout the entire electrode thickness. These investigations with S-PVdF achieved uniform ion transport and enhanced
will be vital for advancing practical, high-energy-density AZIBs. utilization of the active materials. As shown in Fig. 12e, cross-

Another study on binder modification in AZIBs is summar- sectional SEM analysis showed that the S-PVdF-based thick
ized as follows. Lee et al. developed a sulfonated polyvinyli- electrodes reached an initial thickness of 80 pm before calen-
dene fluoride (S-PVdF) binder as a practical approach to dering, while an inset figure illustrates a reduced thickness of
improve the wettability and electrochemical performance of 60 um after the calendering process. The results confirmed the
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fabrication of densely packed thick electrodes without compro-
mising electrolyte accessibility. Electrochemical testing further
emphasized these improvements. As observed in Fig. 12f,
voltage profiles indicated that thin PVdF electrodes (~2 mg
cm™?) delivered high capacity. On the other hand, thick PVdF
electrodes (~6 mg cm™>) exhibited substantial inactive
capacity, largely due to poor wettability that restricted electro-
lyte access and limited the reaction depth. In comparison,
thick S-PVdF electrodes retained high capacities with lower
polarization. This improvement stemmed from the hydrophilic
nature of S-PVdF, which promoted uniform electrolyte infiltra-
tion and efficient ion transport across the entire electrode
thickness.

While previous studies separately addressed important
aspects of binder design, one focusing on dynamic metal
coordination and the other on improving hydrophilicity for
thick electrodes, the following work combined both strategies
and further eliminated fluorinated components. Choi et al.
developed a fluorine-free, hydrophilic crosslinked (HPC)
binder comprising sodium carboxymethyl cellulose (CMC),
poly(acrylic acid) (PAA), and styrene-butadiene rubber
(SBR).>**> The HPC binder not only improved hydrophilicity as
confirmed by contact angle measurements (56° for HPC vs.
113° for PVDF) which means efficient electrolyte penetration
into thick electrodes, but also provided metal coordination
capability through its functional groups, as demonstrated by
DFT calculations (Fig. 12g). The simulations showed that Mn>*
ions, initially coordinated with water molecules, formed pro-
gressively stronger interactions when replaced by carboxylate
groups (Fig. 12h). When one carboxylate group replaced two
water molecules, the binding energy decreased to —10.6 eV.
The interaction became even more stable when a second car-
boxylate group binds, and the binding energy reached a
minimum energy of —15.7 eV. The result indicates the most
thermodynamically favorable structure. Although coordination
with three carboxylate groups resulted in slightly weakened
binding due to steric hindrance, all calculated configurations
exhibited negative binding energies, which confirms that Mn**
can be stably adsorbed by the binder in various coordination
environments. Due to this effect, the suppression of Mn>" dis-
solution was experimentally validated under electrolyte con-
ditions without added Mn salts. Even without external Mn**
additives, the HPC-based cells exhibited a stable voltage
profile, indicating that the binder effectively retained Mn**
ions within the electrode and minimized its loss into the elec-
trolyte. Additionally, the practical effectiveness of this binder
was demonstrated in thick MnO, electrodes with a mass
loading of 13.3 mg cm >, where the HPC-based cells retained
97% of their initial capacity after 50 cycles (Fig. 12i). The HPC
binder highlights how combining hydrophilicity, metal-ion
coordination, and fluorine-free chemistry enables uniform
electrochemical reactions and durable cycling even in ultra-
thick cathodes.

Recent studies have begun to explore various binder modifi-
cation strategies to enable thick cathode designs in AZIBs.
Compared with the extensive research on anodes and electro-
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Iytes in AZIB systems, however, binder development remains
relatively underexplored. To achieve practical high-energy-
density AZIBs, more systematic investigations into binder
design are urgently needed. Several important challenges
remain to be addressed in future binder research. First, the
binder and conductive material content in AZIB electrodes is
significantly higher than in LIBs, largely due to the poor
intrinsic conductivity of common cathode materials. This
often necessitates excessive use of binder and conductive addi-
tives, which reduces the proportion of active materials.
Therefore, it is essential to develop binders that can provide
strong binding strength even at low contents, thereby ensuring
sufficient electrochemical stability despite reduced binder
loading in the electrode. In parallel, research on multifunc-
tional conductive binders, similar to those actively studied in
LIBs, should be pursued to reduce not only the binder content
but also the amount of conductive additives in the electrode
by providing both adhesion and electronic conductivity.
Additionally, further efforts are required to design binders
with tailored functional groups that enhance compatibility
with conductive additives such as CNTs for thick electrodes.
Practical strategies for incorporating these functionalized
binders into electrode formulations will be essential for advan-
cing the performance of thick, high-loading AZIB cathodes.

5.3 Engineering strategies involving host and CCs for thick
cathodes

Enhancing binder adhesion and constructing thick electrodes
are key strategies to minimize inactive regions in cathodes and
achieve high energy density as discussed above. However, the
intrinsically poor electronic conductivity of most cathode
active materials limits these approaches. Even if thick electro-
des are successfully fabricated, the proportion of conductive
additives in the slurry cannot be significantly reduced, and in
some cases, the electrochemical performance of thick electro-
des may still fall short compared with their thin counterparts,
despite sufficient conductive agent content.>*® Therefore, this
section summarizes various approaches beyond binder optim-
ization, including CC modification and electrode structural
engineering, that have been explored to enable thick cathodes.
These strategies aim to address the limitations of charge trans-
port and maximize the electrochemical utilization of active
materials in thick-electrode configurations.

One notable example is the work by Chen et al., who devel-
oped a high-mass-loading MnO, cathode by constructing pot-
assium-ion-stabilized «-MnO, nanowire forests (Ko 133MnO,,
KMO NWs) directly on carbon cloth using a seed-assisted
hydrothermal approach (Fig. 13a).”*” The vertically aligned
nanowire architecture provided continuous electron pathways
and open ion diffusion channels, effectively overcoming the
charge transport limitations typical of thick MnO, electrodes.
In aqueous Zn||KMO NWs batteries, the vertically aligned
nanowire electrode design enabled a high areal capacity of
3.5 mAh cm™ and stable long-term cycling, maintaining
79.2% of its capacity after 1000 cycles, as demonstrated in
Fig. 13b. Importantly, the results were achieved without com-

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 13 Electrode-level energy enhancement via architecture strategies for thick cathode design. (a) SEM images of KMO NWs. (b) Cycling perform-
ance of the Zn|[KMO NWs battery at a current density of 10 mA cm™2. Reproduced with permission from ref. 247. Copyright 2024, Elsevier. (c) Top-
view SEM images of 3DP CMs. (d) GITT profiles and corresponding D values in 3DP MnO, electrode at MnO, mass loading of 9.2 mg cm™2 during
discharging process. Reproduced with permission from ref. 248. Copyright 2023, Wiley-VCH. (e) Schematic illustration of the working mechanism
for rechargeable Zn||Janus catholyte/cathode cell. (f) Long-term cycling performances and coulombic efficiencies at current densities of 5.0 A g*
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promising rate capability, which underscores the critical role
played by the nanowire forest structure in ensuring uniform
reaction kinetics across the entire thickness of the electrode.
While conceptually similar to the previous study, which
aimed to integrate conductive scaffolds with MnO, for thick-
electrode design, this work introduced here employs a distinct
fabrication approach. Unlike the prior hydrothermal growth of
MnO, directly on CNT networks, Wu’s group utilized electro-
chemical deposition to load MnO, onto 3D-printed carbon
microlattices (3DP CMs) composed of graphene and CNTs
(Fig. 13¢).>*®* 3DP CMs featured a highly conductive, defect-
rich, and defect-engineered carbon framework, consequently
facilitating uniform MnO, deposition with strong interfacial
adhesion and reduced overpotentials. 3DP MnO, electrodes
also featured periodic porous architecture that optimizes elec-
tron and ion pathways and surface reactivity, even in high
loading cathode. This can be further explained by GITT ana-
lysis; as presented in Fig. 13d, 3DP CMs exhibited superior ion
diffusion coefficients (10™* to 10~ cm® s™), attributed to their
interconnected porous architecture that facilitates rapid ion
transport. This enabled an ultrahigh active material loading of

© 2025 The Author(s). Published by the Royal Society of Chemistry

28.4 mg cm~” while maintaining a gravimetric capacity of
283 mAh g '. The enhanced performance arises from the
synergistic effects of defect-induced MnO, binding, efficient
electron transport within the 3D framework, and facilitated
ion diffusion through the ordered porous structure. The two
studies underscore the importance of current collector engin-
eering in reconciling the trade-off between mass loading and
electrochemical performance for practical AZIBs.

The following study features a unique concept and pro-
perties that differ from those discussed earlier. This study
introduced a new electrode and catholyte configuration to
amplify the charge-storage capability, called a Janus catholyte/
cathode structure.>*® The unique structure was developed by
Zhi’s group for aqueous Zn-organic batteries, where redox-
active 2,2,6,6-tetramethylpiperidine-1-oxyl (TEMPO) molecules
were dissolved in an ionic liquid (EMT-IL) catholyte and con-
fined within an activated carbon cathode (Fig. 13e). The acti-
vated carbon served as a porous host, physically confining the
liquid-phase catholyte within its structure while providing elec-
tronic conductivity. This dual-phase structure prevented
TEMPO dissolution into the aqueous ZnSO, electrolyte
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through stable liquid-liquid phase separation. The TEMPO-
based catholyte mediated a reversible two-electron redox
process, substantially enhancing the charge-storage capacity
relative to conventional organic electrodes that predominantly
operate via single-electron transfer pathways. The proposed
two-electron transfer allowed for a higher specific capacity of
the catholyte phase, and this was one of the key factors
enabling the system to achieve an energy density of 425 Wh
kg™'. Additionally, the underlying unique mechanism can be
further explained as follows. The ionic liquid environment
stabilized the reactive intermediates (TEMPO' and TEMPO"),
suppressing side reactions and promoting long-term reversibil-
ity. Zn>* ions efficiently migrated across the organic/aqueous
interface through a well-tuned solvation structure, where Zn>*
coordinated with TFSI” and TEMPO in the organic phase. This
ensured continuous charge balance during the cycle and mini-
mized interfacial resistance. Finally, as shown in Fig. 13f, this
system delivered excellent long-term durability, with 72.5%
capacity retention over 12 000 cycles at 5 A g~*, and this result
underscores its electrochemical resilience under extended
cycling and demanding high-rate operating conditions.

Innovative approaches such as 3D porous carbon frame-
works, printed microlattices, and chemically modified sub-
strates have successfully improved the structural and mechani-
cal stability of thick electrodes, enabling high mass loading
and elevated cycle-life reliability. These works highlight the
critical role played by host and CC engineering in overcoming
the limitations of thick electrodes. To further maintain
mechanical resilience under stress, it is essential to use host
and CC materials that provide strong interfacial adhesion with
the cathode active materials. During repeated cycles, cathode
active materials can experience structural changes or volume
fluctuations due to phase transitions and the insertion/extrac-
tion of water molecules or ions. Therefore, hosts must offer
sufficient mechanical support to maintain electrode integrity
under these dynamic conditions. Among recent strategies,
coating conductive agents like CNTs with manganese or other
active materials has proved effective in maintaining sufficient
conductivity even at high mass loading conditions. However,
increasing the amount of CNTs inevitably adds to the electro-
chemically inactive fraction of the electrode in terms of weight
and volume. Therefore, while using hosts or 3D current collec-
tors to support thick cathodes is beneficial, it is equally impor-
tant to pursue approaches that minimize the weight and
volume of inactive components, enabling comparable electro-
chemical performance with less material. Future host and CC
designs should aim to achieve this balance, maximizing practi-
cal energy density without compromising conductivity or
mechanical stability.

6. Novel separator design

While separators serve as physical barriers that prevent direct
contact between electrodes, they simultaneously allow ion
transport and are essential for sustaining cell operation.>*°
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Unlike electrode materials that directly participate in electro-
chemical reactions, separators do not enhance energy density
through electrochemical contribution. Similarly, in contrast to
electrolytes that can be engineered to improve voltage stability
and thereby increase energy density, separator design does not
offer comparable benefits through electrochemical tuning.
Nevertheless, since total energy density must reflect the
volume and mass of the entire system, separators account for a
substantial portion of the cell architecture. Therefore, optimiz-
ing separator design remains a valid and necessary strategy for
improving the overall energy density of AZIBs.

Conventional polyolefin-based separators used in LIBs,
such as polyethylene and polypropylene, are porous polymer
membranes with a typical thickness of around 20 pm.
Polyolefin membranes exhibit excellent mechanical strength
and chemical stability, making polyolefin-based separators
well suited for nonaqueous battery systems.>*"**> However,
poor wettability with aqueous electrolytes severely restricts the
use of these membranes in AZIBs, where efficient Zn*" and H"
transport is required. Consequently, hydrophilic membranes
with superior aqueous affinity like glass fiber (GF) are widely
adopted as separators in current AZIB systems.

Although GF membranes offer high porosity and enable
efficient electrolyte infiltration and ion conduction, their
insufficient mechanical robustness and excessive pore volume
fail to effectively mitigate the issues associated with dendritic
Zn growth during the cycle. To overcome these challenges,
numerous studies have reported the incorporation of materials
such as inorganic particles, carbon allotropes, functional poly-
mers, and supramolecules into GF membranes to suppress
dendrite formation and enhance operational stability.>>*"2¢*
For instance, Liu et al. coated the surface of a GF separator
with aluminosilicate to enhance its mechanical robustness
and regulate ion flux, thereby preventing cell failure caused by
internal short circuits.”>® In a separate study, Wu et al. intro-
duced polyaniline (PANI) onto the GF membrane via in situ
monomer polymerization to fabricate a multifunctional
separator.”®® The PANI layer helps homogenize the electric
field, which suppresses irregular morphology evolution on the
electrode surface during cycling and promotes uniform, den-
drite-free Zn deposition. As a result, both Zn||Zn symmetric
cells and Zn||Cu asymmetric cells incorporating the modified
separators demonstrated markedly improved electrochemical
performance compared with those based on pristine GF
membranes.

However, despite the improved cycling performance
achieved through surface modification of GF separators, their
thickness remains over ten times greater than that of typical
LIB separators, and the density is also substantially higher
(2.06 mg cm™ for GF and 0.57 mg cm™ for polypropylene),
which ultimately undermines both gravimetric and volumetric
energy density. As illustrated in Fig. 14a, combining a high-
loading cathode (10 mg cm™2) with a thin Zn foil (20 pm)
reveals the disproportionate thickness contribution of the
separator in AZIB systems designed for improved energy per-
formance. A conventional GF separator with a thickness of

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 14 Separator engineering strategies and electrochemical enhancement enabled by functional polymer membranes. (a) Comparison of the rela-
tive thicknesses of AZIB components as a function of separator thickness in the context of high energy density design. (b) Schematic illustration of
the ion transport mechanism in AZIBs with the SP separator. Reproduced with permission from ref. 264. Copyright 2022, The Royal Society of
Chemistry. (c) Measured tensile strength and Young's modulus of the ANF separator and the GF separator. Inset shows the chemical structure of
aramid fiber. (d) Finite element analysis simulation of electric field distributions in cells employing GF and ANF separators. Reproduced with per-
mission from ref. 265. Copyright 2024, Wiley-VCH. (e) SEM micrograph and schematic structure of PTFE separator. (f) lonic conductivity of GF and PTFE
separators. (g) CA curves of Zn||Cu cells with the GF and PTFE separators. Reproduced with permission from ref. 266, Copyright 2024, Wiley-VCH.

260 pm accounts for 60.5% of the total cell thickness, domi-
nating the overall volume composition and limiting the achiev-
able energy density. Reducing the separator thickness to
80 pm dramatically improves the thickness ratio, and further
reduction to LIB-level thickness (20 pm) lowers the separator
proportion to only 10.5%. In addition, thicker separators
require greater electrolyte uptake, which not only increases
fabrication cost but also decreases the gravimetric energy
density.>®> Moreover, the use of thinner separators improves
electrochemical performance through reduced internal resis-
tance and enhanced ion transport, reinforcing the importance
of separator miniaturization in advanced AZIBs.*®

An ideal separator for AZIBs must satisfy the following
requirements: (1) minimal thickness to reduce inactive com-
ponents and increase overall energy density, (2) chemical and

© 2025 The Author(s). Published by the Royal Society of Chemistry

electrochemical stability under cell operating conditions, (3)
excellent wettability with aqueous electrolytes to ensure
smooth ion transport, (4) strong mechanical integrity to
prevent internal short circuits triggered by Zn dendrite pene-
tration, and (5) economic and environmental friendliness to
minimize waste generation and reduce material cost. However,
meeting the above design requirements is particularly challen-
ging due to the intrinsic limitations of the metallic Zn anode.
Notably, the irregular and vertically oriented growth of Zn
during the cycle often leads to dendrite formation that readily
punctures the separator and induces internal short circuits.
Consequently, ensuring cell stability while reducing separator
thickness remains a key technical hurdle, and this risk con-
tinues to limit the practical deployment of thin separators in
AZIB systems. For instance, Hu et al. developed a nanofiber-
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based separator (referred to as SP) by combining poly(m-phe-
nylene dicarboxamide) (PMIA) with sulfonated polysulfone
(SPSF), aiming to enable selective ion guidance (Fig. 14b).>**
PMIA, known for its excellent mechanical and electrochemical
stability, also exhibits strong electrolyte affinity. In particular,
the amide groups abundantly present in PMIA serve as hydro-
gen bonding sites that promote ion transport. Meanwhile,
SPSF is a low-cost polymer that provides sulfonate functional
groups capable of coordinating Zn>*, thereby contributing to
improved anode reversibility. From a structural standpoint, the
SP membrane is more than three times thinner than commer-
cial GF separators with a pore diameter ranging from 50 to
200 nm. Despite its thinness, SPSF maintains high mechanical
strength, which helps suppress internal short circuits caused
by dendrite formation. The membrane consists of a hetero-
geneous fiber network composed of coarser SPSF fibers and
finer PMIA fibers, a structure that enhances electrolyte affinity
while simultaneously generating more ion transport channels.
Moreover, under aqueous electrolyte conditions, the combined
electrostatic interactions of sulfonate and amide groups
promote the selective passage of Zn** and induce uniform
metal deposition. As a result, the Zn>" transference number
measured using a stainless steel symmetric cell assembled
with the SP separator reached 0.74.

Yang et al. developed an ultrathin aramid nanofiber (ANF)
separator with a thickness of only 5 pm, designed to promote
ordered Zn deposition.”®®> The ANF membrane features an
interwoven network architecture enriched with nanoscale
pores, in sharp contrast to conventional GF separators com-
posed of isolated rigid fiber strands that offer limited mechan-
ical durability. Owing to its distinct interwoven structure, the
ANF membrane demonstrates high tensile strength and a
superior Young’s modulus, providing robust resistance to
internal short circuits (Fig. 14c). The aramid repeating units
possess high polarity, allowing for simultaneous interactions
with both cations and anions dissolved in the electrolyte. This
dual interaction facilitates Zn>* transfer while suppressing the
migration of OTf™, and thus increases the Zn>" transference
number. Specifically, the carbonyl groups in aramid with
partial negative charges interact electrostatically with Zn>* and
integrate into the solvation shell to transform the local sol-
vation environment into [Zn(ANF)(H,O)s]**. The resulting sol-
vation structure improves ion conduction along the membrane
and lowers the desolvation energy barrier, accelerating Zn**
transport kinetics. The NH functional groups bearing partial
positive charges also participate in electrostatic interactions
with OTf™ by anchoring them near the membrane surface and
suppressing interfacial polarization. Finite element analysis
(FEA) simulations further validated the cooperative effects of
ion selectivity and nanoconfinement, revealing that uniformly
distributed nanochannels and aligned Zn*" flux help to miti-
gate the tip effect and reduce electric field inhomogeneity near
the anode interface (Fig. 14d). Interestingly, the ANF separator
also influenced the crystallographic orientation of Zn depo-
sition. The highest interfacial energy was measured toward the
Zn (100) facet, while the weakest interaction occurred at the
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(002) facet. Consequently, the energy difference slowed Zn
growth along the (002) direction and promoted exposure of the
(002) plane, which suppressed dendrite formation and
enabled stable anode operation at 80% DOD.

Meanwhile, Yoo’s group suggested that beyond material
composition and surface energy, engineering membrane micro-
structures can also produce highly hydrophilic separators.>*®
They utilized a PTFE membrane with uniformly distributed
nanoscale pores as the separator. Although PTFE is intrinsically
hydrophobic due to its high fluorine content and the associated
weak intermolecular forces, the authors found that capillary
effects induced by the membrane microstructure significantly
increased wettability toward aqueous electrolytes. The micro-
structure-driven improvement also enabled high ionic conduc-
tivity, as confirmed by electrolyte contact angle measurements
and EIS analysis. In addition, the PTFE membrane exhibits a
non-fibrous and mechanically robust framework. As illustrated
in Fig. 14e, this immovable porous structure not only reinforces
mechanical durability but also blocks Zn from depositing
within the internal channels. Theoretically, strong external
pressure can restrict Zn surface diffusion by imposing mechani-
cal constraints and suppress dendrite formation. In this
context, the enhanced mechanical resilience and immovable
pore structure of the PTFE membrane play a key role in regulat-
ing vertical Zn growth and preventing dendrite-induced short
circuits. Building on these structural advantages, the PTFE-
based cell demonstrated lower Zn deposition barriers and faster
reaction kinetics (Fig. 14f). Furthermore, CA curves presented in
Fig. 14g show rapid current density stabilization in PTFE-based
Zn||Cu asymmetric cells. During prolonged Zn deposition, the
membrane continued to suppress out-of-plane Zn growth and
maintained a smooth surface profile, indicating that two-
dimensional diffusion was inhibited without noticeable surface
roughening.

Meanwhile, conventional separators exhibit slow degra-
dation rates and raise environmental concerns during both
manufacturing and disposal.>®”*®® In contrast, separators
derived from biomass sources offer improved environmental
compatibility and facilitate waste management owing to their
inherent degradability.>*>*’° Among various biomass
materials, cellulose stands out as a particularly promising
separator candidate for AZIBs, owing to its strong wettability
with aqueous electrolytes, high thermal and electrochemical
stability, and excellent biocompatibility and nontoxicity.””" As
an organic compound abundantly found in biomass, cellulose
also offers natural degradability, aligning with the goals of
environmental sustainability.””> Zheng et al. fabricated a silver
nanowire (AgNW)-modified bacterial cellulose (BC) separator
via a vacuum filtration method.””* The resulting separator fea-
tures a Janus-faced architecture, with one side composed of a
pure BC layer and the opposite side formed by an AgNW/BC
composite. This Janus separator, with a thickness of 29 pm,
exhibits excellent electrolyte wettability and ion transport capa-
bility, which led to improved rate performance. In detail, the
BC layer contains abundant hydroxyl groups that enhance wett-
ability toward aqueous electrolytes, while strong intra-
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molecular hydrogen bonding between fibrils contributes to
mechanical robustness. In terms of AgNWs, the AgNWs incor-
porated into the Janus structure help to homogenize the distri-
bution of electric field and further reinforce mechanical
strength. In addition, AgNWs and other zincophilic materials
serve as ion pumps that facilitate Zn>* diffusion and regulate
nucleation behavior, which enables stable anode utilization
without dendritic growth. Although the nanofibrous cellulose
network enables stable ion conduction and charge transfer
due to its favorable structural properties and excellent electro-
lyte wettability, it suffers from swelling and deformation under
aqueous electrolyte conditions, which limits the separator
from achieving its designed performance.””* To overcome this
issue and improve electrochemical performance, a Zr-O
coated cellulose nanofiber (CNF) separator, denoted as Zr-
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CNF, was recently proposed.””” The authors employed a simple
hydrolysis-precipitation method to fabricate a thin Zr**-co
ordinated CNF membrane, where Zr** ions react with carboxy-
lated cellulose to form a cross-linked nanocellulose network
during synthesis. Zeta potential measurements revealed that
coordination with Zr*" resulted in a more positively charge
surface compared with untreated CNF, suggesting the success-
ful formation of Zr-O bonds within the CNF matrix along with
a reduction in hydrogen bonding sites. SEM images obtained
after immersing the separators in ZnSO, electrolyte for 3 days
revealed that the layer structure of CNF without Zr** coordi-
nation (TCNF) became unevenly loosened due to swelling,
whereas the Zr-CNF separator retained its thickness and mor-
phology, clearly demonstrating its anti-swelling property
(Fig. 15a). Swelling of the separator not only causes structural
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deformation but also obstructs ion transport pathways, which
significantly hampers ionic conduction. The anti-swelling be-
havior observed in Zr-CNF thus suggests that stable ion con-
duction can be maintained even under aqueous electrolyte
conditions. On one hand, the Zr-based coating layer shields
hydrogen bonding interactions within the cellulose nano-
fibers, which increases porosity and inhibits water molecules
from penetrating the internal structure and inducing swelling-
related deformation. On the other hand, the dielectric Zr-O
layer contributes to electric field homogenization and pro-
motes aligned ion transfer, directing Zn growth along the (002)
plane (Fig. 15b). Due to the stable porous structure and
uniform electric field distribution provided by Zr-CNF, Zn||Cu
asymmetric cells employing the Zr-CNF separator exhibited a
lower nucleation barrier and achieved higher Zn plating/strip-
ping coulombic efficiency compared with those with the refer-
ence CNF separator, confirming the effectiveness of separator
engineering for performance enhancement (Fig. 15c).

Meanwhile, Ma and co-workers explored a structural strat-
egy for separator design to suppress Zn dendrite growth.>”®
Increasing the mechanical modulus is generally considered an
effective means of inhibiting dendrite formation, even at
reduced thickness. Through a freeze-drying process, the
authors fabricated a V-NFC-CS separator composed of nanofi-
brillated cellulose (NFC) and chitosan, achieving a thickness
of only 23 pm along with a high modulus of 7.3 GPa. This
enhanced mechanical strength effectively inhibited dendrite
growth during electrochemical cycling. The V-NFC-CS mem-
brane possesses vertically aligned channels, and its anisotropic
framework not only provides superior mechanical properties
but also reduces tortuosity, facilitating rapid ion transport.
Nanoindentation results confirmed that the V-NFC-CS separa-
tor exhibited higher Young’s modulus and hardness along the
z-axis compared with the NFC/chitosan composite (NFC-CS)
membrane with isotropic structure. Due to its lower modulus,
the NFC-CS separator is more prone to uncontrolled Zn depo-
sition and insufficient dendrite suppression, which results in
the formation of vertically grown dendrites. In contrast, the
vertically aligned ion transport pathways in V-NFC-CS help to
mitigate polarization of ion concentration and contribute to
the stabilization of Zn deposition (Fig. 15d). In addition, the
high modulus along the z-axis, attributed to the anisotropic
structure, inhibits vertical Zn growth and instead promotes
lateral deposition, leading to a dendrite-free morphology.
Beyond electrochemical performance, the environmental sus-
tainability of separators is also of growing concern.
Conventional polymer-based separators are often non-degrad-
able and contribute to persistent environmental waste.
However, the V-NFC-CS membrane underwent complete
decomposition after 60 days in soil, demonstrating its biode-
gradability and highlighting its potential to reduce environ-
mental impact associated with conventional separators
(Fig. 15e).

In addition, Jiang’s group developed an eco-friendly ultra-
thin separator using bamboo, a highly renewable biomass,
with the aim of reducing carbon emissions.?’”” By subjecting
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the bamboo membrane (BM) to hydrogen peroxide treatment,
oxygen-containing functional groups were successfully grafted
onto the surface, resulting in abundant hydrogen bonding
sites that modulate the population of free water molecules in
the electrolyte (Fig. 15f). Moreover, the BM exhibited strong
binding interactions with OTf~, leading to an anion-bound
effect that enhanced the Zn>* transference number and facili-
tated more efficient Zn-ion transport. In aqueous electrolyte
systems, electrostatic interactions between the bamboo-based
separator and the charge transfer interface promoted a
uniform distribution of the electric field, which suppressed
the tip effect and the resultant irregular Zn deposition. To visu-
ally assess the stabilization of the anode through relaxation of
the ion concentration gradient, SEM analysis was conducted
after 50 cycles at an areal capacity of 1 mAh em™>. As shown in
Fig. 15g, the electrode surface maintained a flat morphology
free of dendrites, which was further corroborated by laser con-
focal scanning microscopy. From a sustainability standpoint,
the BM also demonstrated notable environmental benefits due
to its biodegradability. Since the BM separator is primarily
composed of cellulose, which can naturally degrade in soil, it
was completely decomposed after 30 days of burial, becoming
integrated into the soil and contributing to the ecological
cycle.

To wrap up, preventing vertical Zn growth at the initial
nucleation stage is a critical consideration in the design of
separators for AZIBs. Due to the poor compatibility of commer-
cial polyolefin separators with aqueous electrolytes, GF mem-
branes have traditionally been employed. In this context,
extensive efforts have focused on enhancing anode stability
through the modification of GF with diverse functional
materials. However, the inherently large thickness and high
mass of GF adversely affect the energy density, leading to
growing interest in developing ultrathin separators with
improved electrochemical performance. In this regard, numer-
ous functional polymer-based membranes have been pro-
posed, exhibiting enhanced mechanical strength, uniform
electric field distribution, and regulated ion transport. These
features allow such membranes to achieve superior or compar-
able performance to GF even at significantly reduced thick-
nesses. Moreover, biomass-derived separators, particularly
those based on cellulose, have gained increasing attention due
to their mechanical robustness, biodegradability, and eco-
friendly characteristics, positioning them as promising candi-
dates for sustainable AZIB systems. Notably, cellulose-based
membranes can simultaneously inherit the electrochemical
functionalities of engineered polymers, which supports their
potential as next-generation separators for high-energy-density
applications. Although various separators have been reported
that maintain performance with reduced thickness, further
advancements can be expected by addressing several pressing
challenges. First, scalability is a pivotal concern in practical
applications. While fabrication techniques such as vacuum fil-
tration and freeze-drying are effective at the laboratory scale,
they often require high processing costs for large-area pro-
duction and suffer from low productivity. Therefore, despite
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the intrinsic cost competitiveness of the raw materials, to
realize economic advantages over conventional separators the
field needs scalable and cost-efficient manufacturing strat-
egies. In addition, process complexity should be reduced,
since multi-step surface treatments and tight processing
windows raise variability and cost in scaled manufacturing.
Practical routes should favor simple roll-to-roll-compatible
coatings, one-pot chemistries, and in-line quality control for
thickness, porosity, and defects to develop commercially avail-
able separators. Second, improving the interfacial compatibil-
ity between the separator and electrodes represents a key
opportunity for performance enhancement. Separators with
high affinity toward electrode surfaces facilitate more efficient
charge transfer at the interface. More importantly, chemical
interactions between the separator and electrode may help to
suppress interfacial void formation, which is often exacerbated
when pairing with high-capacity cathodes due to gas evolution
and irreversible Zn consumption. Addressing these interfacial
instabilities could play a vital role in advancing AZIB perform-
ance under practical conditions.

7. Conclusion and perspectives

AZIBs have drawn increasing interest as potential replace-
ments for LIBs, supported by their inherent safety, eco-
friendly chemistry, and low production cost. However, wide-
spread deployment remains limited due to the relatively low
energy density, and closing this gap poses a foundational
challenge in advancing next-generation storage technologies.
Rather than being determined solely by electrode compo-
sition, energy density arises from the interplay of multiple
components. A representative comparison of energy density
between conventional and fully engineered AZIBs is illus-

© 2025 The Author(s). Published by the Royal Society of Chemistry

trated in Fig. 16, highlighting the substantial gains achiev-
able through system-level optimization.

Typically, aqueous electrolytes exhibit a narrow ESW as a
result of severe water decomposition. To suppress gas evol-
ution reactions originating from electrochemical breakdown of
water, various modifications have been introduced, including
co-solvent blends, molecular additives, and gel-based electro-
Iytes, which aim to regulate solvation dynamics and reduce the
activity of uncoordinated water molecules. On the anode side,
using excess Zn improves operational lifespan but simul-
taneously adds electrochemically inactive mass, thereby limit-
ing the attainable energy density. Accordingly, several strat-
egies that promote enhanced anode reversibility and enable
deep utilization of Zn foils have been proposed to maintain
stable Zn behavior under even extreme conditions. In cathode
development, poor binder wettability restricts ion mobility,
and the absence of advanced cathode materials further delays
progress. Recent studies have explored the use of water-compa-
tible binders to increase loading density and maintain strong
contact between active material and electrolyte. Additionally,
electrode performance can be elevated by pairing these
approaches with high-voltage and capacity-enhanced cathodes.
Separator design also remains a significant limiting factor.
Currently, GF membranes are typically employed in aqueous
battery systems. However, their large thickness and high mass
hinder optimized energy density compared with systems incor-
porating thin, engineered separators. As a result, alternative
materials based on multifunctional polymers or bio-derived
sources are being investigated to achieve thinner and more
sustainable configurations.

The approaches outlined above represent diverse strategies
for overcoming the intrinsic energy density limitations of
AZIBs. Notably, rather than solely relying on active material
optimization to enhance capacity and voltage, addressing
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system-level constraints offers a more comprehensive path
toward achieving high energy density, which is expected to be
a critical step in the development of advanced AZIBs. However,
to move beyond material-level improvements and ensure prac-
tical viability, additional system-level criteria must also be
considered.

1. Although Zn metal foil is currently the most widely
adopted anode in AZIBs, exploring alternative systems could
further contribute to enhancing energy density. One promising
approach is the anode-free configuration, a concept that has
been extensively studied in lithium metal batteries, a field that
is more mature than AZIB research.>’® Instead of employing
metallic Zn or other active anode materials, this strategy uti-
lizes a bare current collector that serves as a host for Zn metal.
During cycling, Zn*" are plated onto the substrate in the
charge process and subsequently stripped in the discharge
process, enabling charge storage without the need for
additional anode materials. Such a configuration can excep-
tionally increase energy density and has therefore garnered
attention as a novel direction for next-generation batteries.>”°
While anode-free systems offer considerable potential in terms
of energy density, ensuring long-term cycling stability remains
a critical concern, as the system depends entirely on Zn** orig-
inating from the cathode, without a pre-supplied Zn reservoir.
Compared with optimizing conventional Zn metal anodes,
implementing anode-free architectures in AZIBs requires more
comprehensive efforts across multiple aspects. Most impor-
tantly, dendritic Zn growth, already a key issue in traditional
Zn anode systems, becomes even more problematic when
using standard metal substrates, which lack the ability to regu-
late Zn nucleation and guide uniform deposition. As a result,
the design of substrate materials that facilitate reversible Zn
plating and stripping is essential. In addition to substrate
engineering, electrolyte design plays a pivotal role in support-
ing anode-free operation. Electrolytes that promote uniform
Zn deposition and maintain interfacial stability are crucial for
enabling the practical viability of such systems. Furthermore,
the choice of cathode materials must also be reconsidered.
Many commonly used cathodes in AZIBs lack pre-intercalated
Zn-ions in their pristine state or contain only a limited amount
that can be reversibly utilized. Therefore, the development of
cathodes capable of delivering sufficient Zn>* reversibility is
expected to be another key factor in realizing next-generation
anode-free AZIBs.

2. The development of high-mass-loading cathodes is
essential for achieving high-energy-density AZIBs. Currently,
the conventional wet-processing method, which involves
mixing active materials with binders and solvents to form a
slurry, is the most commonly employed due to its simplicity.
During solvent evaporation, however, the binder and conduc-
tive additives tend to migrate toward the electrode surface,
which results in weak interfacial adhesion between the current
collector and electrode materials and produces nonuniform
contact among electrode components.>*® Such microstructural
heterogeneity increases internal resistance, impedes charge
transport, and degrades electrochemical performance, particu-
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larly as electrode thickness increases. In contrast, dry proces-
sing, which relies on mechanical mixing followed by roll-to-
roll or heat treatment without solvent use, can effectively sup-
press phase segregation and minimize binder-conductive
material decoupling.?®® This method improves interfacial
contact and avoids solvent-related issues, thereby enabling
stable cycling and extended operational life, even in thick elec-
trode architectures. Moreover, the elimination of solvents
offers advantages in terms of cost, safety, and environmental
compatibility, which is particularly well aligned with the eco-
friendly characteristics of AZIB systems. Nevertheless, suitable
binders and optimized protocols for dry-processed electrodes
in AZIBs remain insufficiently explored. In particular, PTFE, a
commonly adopted binder in dry-processing, often falls short
in supporting thick electrodes due to limited electrochemical
performance and insufficient mechanical integrity.?®>>%?
Therefore, developing alternative binders with enhanced
electrochemical and mechanical attributes is essential for rea-
lizing practical, dry-processed AZIBs with high energy density.
Moving beyond functional binders employed in wet-processed
systems, future research must address both material inno-
vations and process engineering to establish a scalable and
sustainable dry-processing platform for next-generation AZIBs.

3. Recent studies on AZIBs have primarily focused on iso-
lated components, such as high-DOD Zn anodes, high-capacity
cathodes, and thin separators. However, realizing practical
energy density requires an integrated approach that ensures
compatibility across all elements within a cell. Improvements
achieved at the material level can be offset by unintended
interactions when multiple components are combined. For
instance, modified electrolytes may provide high voltage stabi-
lity, yet they can induce undesirable co-intercalation at the
cathode interface, ultimately reducing durability. Additionally,
separators optimized for minimal thickness may also exhibit
poor compatibility with modified organic-rich electrolytes,
which results in incomplete wetting or structural degradation.
These mismatches highlight the complexity of interfacial
dynamics and underscore the importance of system-level
coordination. Moving forward, a holistic design strategy that
simultaneously considers electrode architecture, electrolyte
formulation, and separator functionality will be essential. A
multidisciplinary approach offers a promising pathway to
translate component-level advancements into reliable and
high-performing AZIBs.

4. Future efforts must continue to explore practical
approaches for improving energy density in AZIBs without
compromising scalability, cost-effectiveness, or environmental
advantages. While strategies involving co-solvents or WiS elec-
trolytes can enhance electrochemical performance, these
methods often require large quantities of organic solvents or
high salt concentrations, which undermine both economic
feasibility and sustainability. Similarly, fabrication techniques
such as 3D printing or atomic layer deposition (ALD) introduce
process complexity due to equipment limitations and the need
for precise nanoscale control, making them difficult to
implement on a large scale.*®* Beyond materials and proces-
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sing, the use of realistic evaluation metrics is equally impor-
tant. Rather than focusing exclusively on technical improve-
ments, equal emphasis should be placed on performance
assessment criteria. Energy density should not be calculated
solely from initial capacity values but should instead reflect
stable output over prolonged cycling. In other words, it is
essential to evaluate whether the enhanced energy density can
be maintained throughout full-cell operation and how long
such performance can be sustained during repeated use. At
the same time, the resource requirements for constructing
high-energy AZIBs must also be considered, including both
environmental implications and the complexity of the manu-
facturing process.
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