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High-strength, self-healable, transparent
castor-oil-based waterborne polyurethane
barrier coatings enabled by a dynamic
acylhydrazone co-monomer†
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Castor oil-based waterborne polyurethanes (CWPUs) are recognized as sustainable polymers sourced

from renewable materials. However, these polymers often exhibit suboptimal mechanical properties and

lack reprocessability due to their soft backbones and irreversible crosslinking structures. Herein, we syn-

thesized a novel rigid diol (VSD) featuring dynamic acylhydrazone covalent bonds, which remain stable

even in aqueous environments and can contribute additional hydrogen bonding sites, through the con-

densation reaction of commercially available succinohydrazide with lignin-derived vanillin. VSD was sub-

sequently introduced into the CWPU system to form colorless and transparent CWPU-VSD films, which

exhibited self-healable and reprocessable properties due to the dynamic nature of the acylhydrazone

bond. By adjusting the ratio of VSD (the ‘hard’ section) to castor oil (the ‘soft’ section), the mechanical

properties of CWPU-VSDs were finely tuned, achieving an optimal tensile strength of 33.9 MPa. Moreover,

the application of this CWPU as a paper-based functional coating was explored. The coated paper exhibi-

ted excellent water and oil resistances, low water vapor permeability, good recyclability and biodegrad-

ability, suggesting a promising approach for the development of multifunctional and sustainable paper-

based barrier coatings.

Green foundation
1. A molecular design strategy is proposed to enhance the mechanical properties and self-healing ability of castor oil-based

waterborne polyurethanes (CWPUs) by introducing sustainably rigid diols containing dynamic acylhydrazone bonds.
2. This CWPU coating for paper substrates exhibits significant environmental and barrier advantages over some biomass-

based coatings, establishing a pathway toward environmentally friendly alternatives in the paper-based packaging industry.
3. Future research effort could focus on the preparation of fully bio-based CWPUs, further enhancing the natural degrad-

ability of coatings by increasing the bio-based content.

1. Introduction

Polyurethane (PU), typically synthesized through the polyaddi-
tion between polyols and isocyanates, has emerged as one of
the most versatile polymeric materials globally, with appli-
cations in various fields such as coatings, adhesives, foam
materials, and elastomers.1 In light of strict environmental

regulations, the development of waterborne polyurethanes
(WPUs) that utilize water as the primary solvent has garnered
significant attention, as it avoids the use of volatile organic
compounds (VOCs) typically associated with conventional
solvent-based polyurethane production.2,3 Moreover, the
polyols and isocyanates used in PU synthesis are traditionally
derived from fossil fuels, which are increasingly considered
unsustainable. Consequently, the pursuit of renewable
resources for the synthesis of WPUs is becoming both urgent
and important.

Castor oil (CO) is the only natural vegetable oil containing
hydroxyl groups that can be directly used as a polyol for
the preparation of sustainable WPUs without further
modification.4,5 However, the flexible long fatty acid chains in

†Electronic supplementary information (ESI) available. See DOI: https://doi.org/
10.1039/d4gc06103a

aState Key Laboratory of Pulp and Paper Engineering, South China University of

Technology, Guangzhou 510640, China. E-mail: fewangxh@scut.edu.cn
bDepartment of Chemistry, University of Colorado Boulder, Boulder,

Colorado 80309, USA. E-mail: Zepeng.lei@colorado.edu

2220 | Green Chem., 2025, 27, 2220–2229 This journal is © The Royal Society of Chemistry 2025

Pu
bl

is
he

d 
on

 2
7 

de
 g

en
er

 2
02

5.
 D

ow
nl

oa
de

d 
on

 5
/2

/2
02

6 
13

:4
6:

41
. 

View Article Online
View Journal  | View Issue

http://rsc.li/greenchem
http://orcid.org/0000-0002-3769-2325
https://doi.org/10.1039/d4gc06103a
https://doi.org/10.1039/d4gc06103a
https://doi.org/10.1039/d4gc06103a
http://crossmark.crossref.org/dialog/?doi=10.1039/d4gc06103a&domain=pdf&date_stamp=2025-02-14
https://doi.org/10.1039/d4gc06103a
https://pubs.rsc.org/en/journals/journal/GC
https://pubs.rsc.org/en/journals/journal/GC?issueid=GC027008


CO tend to compromise the tensile strength of the resultant
WPU.6 Previous studies have shown that incorporating rigid
cyclic structures in the backbone of polymer chains is a
straightforward and effective way to improve mechanical
strength.7–10 For example, Zhang and co-workers enhanced the
tensile strength of CO-based WPU (CWPU) from 9.5 to 22.3
MPa by integrating octahydro-2,5-pentalenediol, a moiety with
two parallel rigid cyclopentane rings made from citric acid.9 In
another work, a sustainable L-tyrosine derived cyclic dipeptide
(L-CD) containing a rigid benzene ring and abundant hydrogen
bond-binding sites was incorporated into the network
polymer. The tensile strength of the resulting CWPU films
reached 29.6 MPa.10 However, the inherent triglyceride struc-
ture of CO leads to permanently linked thermoset poly-
urethanes that are not reprocessable or recyclable after
curing.7,11,12 Once damaged or beyond their service life, these
materials would inevitably generate a significant amount of
plastic waste.

To address these challenges, dynamic covalent chemistry
provides a promising solution. It has made substantial pro-
gress in developing novel network polymers,13,14 including
crosslinked PUs.15 Typical dynamic linkages such as disulfide
bonds,16 Diels–Alder bonds,17 diselenide bonds,18 boronic
ester bonds,19 and imine bonds20 have been extensively
applied in this field. Those dynamic covalent bonds within the
network structure could reversibly break and recombine under
certain external stimuli to endow the crosslinked materials
with self-healing, reprocessing, and recycling capabilities.
However, the aqueous medium largely limited the selection of
dynamic bonds.21 For example, due to the instability of imine
bonds in water, self-healing polyurethanes using imines were
predominately solvent-based.22–24 Most reported WPUs con-
taining dynamic linkages were based on disulfide bonds,7,25,26

but this molecular design usually resulted in a dark yellow
appearance and reduced transparency in WPU films.
Therefore, it is significantly urgent to explore more feasible
approaches for the construction of dynamic bonds in CWPUs
with a unique combination of high mechanical performance,
good transparency, and self-healing properties.

Herein, we report a highly transparent CWPU with enhanced
mechanical strength and toughness, as well as self-healing and
reprocessable properties via incorporating reversible acylhydra-
zone bonds. Specifically, we synthesized a novel rigid diol (VSD)
containing dynamic acylhydrazone bonds for CWPU systems
through the condensation of commercially available succinic
dihydrazide and vanillin, a lignin-derived biobased monomer
with a phenyl ring in its structure. The acylhydrazone bond
offers greater stability in water compared to the imine bond and
introduces additional hydrogen bonding sites.27,28 The presence
of two rigid phenyl rings in VSD, the “hard” segment, allows for
the fine-tuning of the mechanical properties of CWPU by adjust-
ing the ratio of VSD to CO, the “soft” segment. Furthermore, we
explored the application of this CWPU dispersion as a func-
tional coating for paper substrates, revealing its potential as a
sustainable solution for the development of attractive paper-
based barrier coatings.

2. Experimental section
2.1. Materials

Castor oil (CO, OH number: 177–187 mg KOH per g) was pur-
chased from Damao Chemical Reagent Factory (Tianjin,
China). Vanillin (99%) and succinic dihydrazide (97%) were
purchased from Aladdin Reagents. Isoflurone diisocyanate
(IPDI, 99%), dimethylol butanoic acid (DMBA, 99%), triethyl-
amine (TEA, >99%) and dibutyltin dilaurate (DBTDL, 95%)
were purchased from Macklin Biochemical Co., Ltd (Shanghai,
China). N,N-Dimethylacetamide (DMAc), acetone, and ethanol
were purchased from Guangzhou Chemical Reagents. All
materials were used without further purification.

2.2. Methods

2.2.1 Synthesis of reversible covalent bond acylhydrazone
diol. Succinic dihydrazide (7.53 g, 0.0500 mol) and vanillin
(15.37 g, 0.100 mol) were completely dissolved in deionized
water (50 mL) and ethanol (50 mL), respectively. Then, the
ethanol solution of vanillin was slowly added to the aqueous
solution of succinic dihydrazide and the mixture was allowed
to react under mechanical stirring for 3 h at 70 °C. After fil-
tration and purification (washing with water and ethanol), the
white powder product was dried at 50 °C until a constant mass
was achieved. The white product was named VSD, and the
yield was 93.20%.

2.2.2. Preparation of CWPUs. DMBA (0.81 g, 5.5 mmol)
and VSD monomers were initially dissolved in a small amount
of DMAc. Firstly, IPDI (2.9 g, 13 mmol) and DBTDL (5 μL) were
mechanically stirred in a three-neck round bottom flask for
10 min at 30 °C. Then, the mixture containing castor oil and
DMBA was added and stirred at 120 rpm and reacted at 70 °C
for 2 h to prepare the prepolymer. Next, VSD used as chain
extenders was introduced into the reaction and continued to
react under stirring for 2 h at 70 °C. The molar ratios of the
total OH groups (provided by CO and monomer VSD), the
NCO group in IPDI and the OH group in DMBA were kept
1 : 1.75 : 0.74, and the molar ratios of the OH groups in CO and
VSD varied from 10 : 0 to 9 : 1, 8 : 2 and 7 : 3, which were
named CWPU, CWPU-VSD10, CWPU-VSD20 and
CWPU-VSD30, respectively. Throughout the reaction, the vis-
cosity was adjusted by adding an appropriate amount of
acetone. When the mixture was cooled down to room tempera-
ture, TEA was slowly added to neutralize the carboxyl group of
DMPA with a 1 : 1 molar ratio. After 0.5–1 h, 25 mL of de-
ionized water was added for emulsification under high-speed
stirring of 1100 rpm for 1 h. Finally, acetone was removed by
rotary evaporation to obtain a CWPU dispersion with a solid
content of approximately 25 wt%. The formulations of
samples are detailed in Table 1.

2.2.3. Preparation of CWPU films. The dispersions were
poured into smooth molds and dried at 40 °C to remove most
of the water, and then they were further dried at 80 °C for 12 h
to obtain CWPU films with a thickness of 0.4 ± 0.05 mm.

2.2.4. Preparation of coated papers. A certain amount of
CWPU-VSD30 dispersions was uniformly coated on 20 × 15 cm2
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base paper with a basis weight of 78 g m−2 by using a rod
coating machine and dried at 60 °C for 10 min in an oven.

2.3. Characterization

A Fourier transform infrared (FTIR) spectrometer, Vector 70
from Bruker, Germany, with a wavelength range of
400–4000 cm−1 and 16 or 32 scans was employed to character-
ize the samples. The 1H NMR spectrum of the VSD monomer
was analyzed using a Bruker AVANCE III NMR spectrometer
(400 MHz) with dimethyl sulfoxide (DMSO-d6) as a deuterated
reagent. The transmittance tests of films were performed
using a UV/VIS spectrophotometer (UV-1900). The surface of
the paper and coated paper was observed with a Hitachi
SU5000 VP-SEM, and samples were sputter-coated with gold
before testing.

The average particle size and zeta potential of the disper-
sions were tested on dynamic light scattering using the DLS
nanometer particle size analyzer at room temperature. Before
testing, the dispersions were diluted to about 0.01 wt% with
distilled water. The viscosity values of dispersions were
obtained using a NDJ-1 rotary viscometer at 25 °C. The
Turbiscan stability index (TSI) curves of dispersions were
obtained using the Turbiscan LabExpert with scanning every
40 µm at 50 °C. The tensile properties of films were deter-
mined using an Instron 5565 tensile tester with a 30 mm
gauge length (dimensions of 50 × 5 mm) at a tensile velocity of
50 mm min−1. The thickness of the samples was measured
with a digital caliper. For each sample, three parallel speci-
mens were tested.

The glass transition temperature (Tg) of film samples was
measured using differential scanning calorimetry (DSC) with a
TA DSC Q20. All samples were first heated from 30 to 100 °C,
then cooled to −50 °C and later heated to 140 °C at a rate of
10 °C min−1. The thermogravimetric analysis (TGA) curves and
thermogravimetric differential (DTG) curves were measured
using a Netzsch TG209F1 thermogravimetric (TG) analyser
with a heating rate of 20 °C min−1 in nitrogen gas.

2.4. Water contact angle, hygroscopicity, gel fraction and
barrier tests

The water contact angle of film samples was tested on a
ZJ-7000 optical contact angle tester (China). The hygroscopicity
was measured by submerging film samples in water for a
specific time followed by testing the weight increase rate.

The gel fraction (Gf ) values of film samples were calculated
as follows: about 0.1 g (m0) of sample was placed in DMF and

immersed at room temperature for 24 h. Then the solvent was
removed from the surface of the sample using filter paper and
the sample was dried in a vacuum oven at 80 °C to constant
weight as m1. The Gf is calculated according to the following
equation:

Gf ¼ m1=m0 � 100%: ð1Þ
The water absorption of coated paper was determined as

the Cobb 60 value, tested using a Cobb sizing tester (LB-K100,
China) following the Chinese Standard GB/T 1540-2002. The
water vapor transmission rates (WVTR) were measured at
30 °C with relative humidity (90 ± 1%) using a WVTR tester
(PERMATRAN 3/34G, America).

2.5. Biocompatibility and degradability tests

Biocompatibility testing of samples was evaluated using
bundled mouse fibroblast (NIH-3T3) cells and the results were
assessed using the CCK8 assay. Firstly, NIH-3T3 cells were
inoculated into a 96-well plate with 1.0 × 104 cells per well.
Then, paper samples were cut into specimens with specific
sizes. After being disinfected with a 75% ethanol solution,
exposed to ultraviolet light for 30 min, and washed 3 times
with sterile PBS buffer (pH of 7.4), samples were cultivated
with NIH-3T3 cells in the cell culture medium at 37 °C. After
24 h, the cytotoxicity of samples was assessed using fluo-
rescence microscopy, where live and dead cells were labeled
green and red, respectively. The culture medium containing
only cells was used as a control. Three sets of parallel tests
were performed for each group of samples.

The paper and coated paper were cut into sheets of the
same size and then buried in natural soil at a depth of 5 cm to
test the biodegradability. Samples were taken out periodically
for observation and the weight change of the samples with
time was recorded.

3. Results and discussion
3.1. Preparation and characterization of VSD and CWPU
dispersions

A rigid diol monomer, VSD, was prepared via a one-step con-
densation reaction of succinic dihydrazide and vanillin
(Fig. S1a†). In the FTIR spectra (Fig. S1b†), the absorption
peak at 1670 cm−1 attributed to the aldehyde group of vanillin
completely disappeared, while peaks at 1650 and 1604 cm−1

attributed to the stretching vibrations of CvO and CvN

Table 1 The formulation details and properties of the CWPU dispersions

Samples

Molar ratio

Size (nm) Zeta potential (mV) Viscosity (mPa s)–NCO (IPDI) –OH (CO) –OH (DMBA) –OH (VSD)

CWPU 1.75 1 0.74 — 168.0 −50.2 18.5
CWPU-VSD10 1.75 0.9 0.74 0.1 89.2 −42.1 17.2
CWPU-VSD20 1.75 0.8 0.74 0.2 56.8 −45.7 14.5
CWPU-VSD30 1.75 0.7 0.74 0.3 25.1 −42.5 10.7
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groups were observed in the curve of VSD. Furthermore, the 1H
NMR spectrum (Fig. S1c†) showed peaks at 11.25 and
11.10 ppm related to protons of –CONH–, and a peak at
9.45 ppm was assigned to –OH. Additionally, peaks at 8.05 and
7.88 ppm related to the hydrogen protons of –CHvN– were
observed, confirming the successful synthesis of the VSD
monomer.

With the introduction of VSD into the CWPU system
(Fig. 1a), the appearance of the resulting dispersions changed
significantly from milky white to translucent under blue light,
as illustrated in Fig. 1b. This change was mainly caused by the
difference in the particle size, which decreased from 168.0 nm
to 25.1 nm as the VSD (hard segment) content increased
(Fig. S2†). Furthermore, the stability of the dispersions was
assessed using the Turbiscan Stability Index (TSI) calculated
using Turbiscan software, and the results are displayed in
Fig. 1c. A lower TSI value indicated a more stable dispersion,
suggesting that the incorporation of VSD would help to
improve the stability of CWPUs. All emulsion samples were
centrifuged at 2000 rpm for 30 min (referring to the lotion cen-
trifugal stability test standard), and no precipitation or coagu-
lation was observed, indicating that they could be stored for
extended periods.

3.2. Preparation and characterization of CWPU films

After conventional solvent-casting, stable emulsion samples
produced colorless and transparent films with up to 90%
transmission (Fig. 2a). Notably, CWPU-VSD10, CWPU-VSD20
and CWPU-VSD30 exhibited good ultraviolet (UV) resistance in
the wavelength range of 300–350 nm, which can be attributed
to the presence of –CvN– bonds and aromatic groups within
the network structure that effectively absorb UV light.29 The

FT-IR spectra of oven-dried film samples are shown in Fig. 2b.
The disappearance of the peak at 2270 cm−1 indicates com-
plete consumption of the –NCO in IPDI. All samples exhibit a
broad peak at 3200–3500 cm−1, attributed to the –NH asym-
metric stretching vibration of the carbamate bond, confirming
the successful preparation of polyurethane. Importantly, the
vibrational peak of –CvN– at 1607 cm−1 appeared in
CWPU-VSD samples and its absorption intensity increased
gradually with the increase in the VSD monomer content.

Then, the mechanical properties of the films were investi-
gated (Fig. 2c). It was found that the mechanical properties of
films could be effectively tuned by adjusting the ratio of VSD
(“hard” section) and castor oil (“soft” section). We attempted
to further increase the VSD content, but the obtained films
were too brittle to fully demold, making it impossible to
collect detailed data. The tensile strength of samples signifi-
cantly increased as VSD gradually replaced part of CO as the
chain extender, accompanied by a decline in elongation at
break. Specifically, the elongation at break of the CWPU film
was 774% with a low tensile strength of 14.5 MPa, while the
CWPU-VSD30 film exhibited a decreased stretchability of 220%
with a high tensile strength of 33.9 MPa, superior to most of
the reported castor-oil-based WPUs.5,10,30,31 The notable
mechanical strength of CWPU-VSD30 was further demon-
strated using a thin sheet with a width of 1.5 cm and a thick-
ness of 0.5 mm to lift a 5.9 kg water bucket, as displayed in
Fig. 2d. For the improvement of tensile strength, we hypoth-
esized that this could be attributed to two main reasons. On
the one hand, the aromatic benzene structure directly
enhanced the rigidity of the network, thus improving the
stiffness of the film materials. On the other hand, due to the
additional hydrogen bonding sites provided by VSD, the hydro-

Fig. 1 (a) Synthetic routes employed for the preparation of VSD/castor-oil-based WPU dispersions. (b) Photo showing the appearance of CWPU dis-
persions. (c) The curves of TSI over time under the isothermal condition of 50 °C.
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gen bonding interactions within networks were enhanced.
According to the literature reports,7,32 the content of hydrogen
bonds in WPUs can be determined by deconvolution of the
CvO absorption band in the FTIR spectrum. As shown in
Fig. 2e and f, the CvO region in CWPU and CWPU-VSD30 was
deconvoluted into four and six subpeaks, respectively: I, III
and V for free CvO, and II, IV and VI for H-bonded CvO of
urethane, amide and ester groups. Quantitative analysis
suggested that the ratio of H-bonded CvO in CWPU-VSD30
increased by 7.6% compared to CWPU, which would benefit

the mechanical properties of the obtained films. In addition,
the proportions of H-bonded CvO of samples increased
slightly with increasing VSD content (Fig. S3†).

3.3. Thermophysical properties

DSC was used to analyze the thermal behavior of the above-
mentioned films, as shown in Fig. 3a. There are no melting or
crystallization transition peaks and only one glass transition
temperature (Tg), indicating that these samples are amor-
phous. As the proportion of hydroxyl groups in VSD to those in

Fig. 2 (a) UV–vis transmittance spectra. Inset: photos of the CWPU and CWPU-VSD30 (colorless and transparent) films. (b) FTIR spectra of CWPU
and CWPU-VSD samples. (c) Stress–strain curves of CWPU and CWPU-VSD films. (d) Photos showing that CWPU-VSD30 thin sheet can lift a weight
of about 6 kg. Curve-fitting results of the carbonyl region in the FTIR spectra for (e) CWPU and (f ) CWPU-VSD30.
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castor oil increased to 30%, the Tg of samples showed a nearly
linear gradual increase from 18.4 to 70.9 °C (Fig. 3b). We
speculated that the introduction of small molecules resulted
in a decrease in the free volume of polymer molecular chains,
which was the main reason for the increase in the Tg of seg-
ments. Besides, due to the presence of a rigid benzene ring in
VSD, the mobility of network chains was further limited. All
these films exhibited similar thermal degradation profiles, as
shown in Fig. 3c and d. In the initial thermal degradation
stage (200–320 °C), the weight loss was caused by the dis-
sociation of the unstable urethane bond. The further degra-
dation in the temperature range of 350–450 °C was mainly
attributed to the breakage of the polyol chains. However, after
introducing rigid diol containing dynamic bonds, the 50 wt%
weight loss temperature (T50) of CWPU-VSD was higher than
that of CWPU (343.6 °C), which suggested that the benzene
ring structure improved the thermal stability of this molecular
customized sample.

3.4. Self-repairing performance and reprocessability

The basic characterization of mechanical and thermophysical
properties demonstrated the great potential of CWPU-VSD
samples for meeting the application requirements.

Subsequently, films (thickness of about 0.5 mm) were cut into
two pieces and heated to 120 °C to examine their self-healing
behavior, which was observed using an optical microscope. As
illustrated in Fig. S4,† the scratch width progressively narrowed
over time and completely disappeared after 30 min. The
healed CWPU-VSD30 could be bent without breakage (Fig. 4a),
while the scratch on CWPU was still clearly visible and could
not be completely cured under the same conditions (Fig. 4b).
To further evaluate the healing efficiency more accurately, we
calculated the ratio of tensile strength and elongation at break
before and after repair (Fig. 4c). With the increase of the
content of acylhydrazone groups in the cross-linked network,
the healing efficiency of the films correspondingly increased.
Among them, CWPUs without a sufficient amount of dynamic
bonds showed unsatisfactory mechanical properties upon
thermal healing, whereas CWPU-VSD30 exhibited an excellent
healing efficiencies of 93.6% and 90.1% for tensile strength
and elongation at break.

Later on, we further explored the reprocessability of
CWPU-VSD30 (Fig. S5a†). The film was ground into fragments
and then remolded by hot pressing (5 MPa at 120 °C for
30 min) to obtain a coherent and smooth remolded film. The
stress–strain curve of the remolded film was nearly identical to

Fig. 3 (a) DSC thermograms. (b) The dependence of the Tg of samples on the ratio of the VSD and CO. Thermogravimetric analysis (c) TGA and (d)
DTG curves.
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that of the original samples (Fig. S5b†), indicating excellent
reprocessability and recyclability. The self-healing and repro-
cessing properties of the CWPU films could extend the service
life of related products, thereby reducing plastic pollution and
resource waste. In order to better understand its self-healing
capability and recyclability, a schematic diagram of the mole-
cular design strategy for this network recombination is shown
in Fig. 4d. The exchange reaction of acylhydrazone bonds33 in
CWPU-VSD30 could transform the damaged cross-linking
network structure into a new cross-linked network under exter-
nal temperature stimuli.

3.5. Application as a multifunctional coating for paper
substrates

The surface properties of CWPU series films were first investi-
gated through a water contact angle (WCA) test and a water
absorption test, which are usually the main indicators of water
resistance. The WCA of the obtained film showed a slightly
upward trend with the use of VSD diols (Fig. S6a†).
Theoretically, partial substitution of hydrophobic CO by VSD
would increase the hydrophilicity of the network, leading to a
decrease in water contact angle. The increase in contact angle

may be mainly attributed to the fact that a denser network was
obtained with increasing diol content, which was evidenced by
the swelling test (Fig. S6b†). Compared with the Gf (76.2%) of
CWPU, the Gf of CWPU-VSD30 reached 89.7%, reflecting a
higher degree of crosslinking. Fig. S6c† further showed that
CWPU-VSD30 with higher crosslinking density could maintain
its unchanged shape and appearance in water for 24 h, while
the CWPU film turned white and curled. We hypothesized that
water molecules were more likely to enter into the lower cross-
linked networks and lead to swelling of the material, which
was confirmed by the results of the sample water absorption
experiment (Fig. S6d†).

Given the good water resistance and self-healing of
CWPU-VSD30, its dispersion was tried as a multi-functional
coating for paper substrates. To investigate the microstructures
of papers coated with CWPU-VSD30, SEM analysis was per-
formed and the results are shown in Fig. 3a–c. After coating,
the porous fibrous structure of paper was completely covered
by CWPU-VSD30, forming a dense and smooth film without
any pinholes. This was attributed to the fact that the presence
of multiple hydrogen bonds and high cross-linking density of
the coating effectively reduced the pinholes caused by water

Fig. 4 (a) Photos of the self-healing behavior of the CWPU-VSD30 film. (b) Photos showing poor self-healing ability of CWPU. (c) The self-healing
efficiency of tensile strength and strain. (d) The schematic diagram of the process of network reconstruction.
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evaporation, which played a crucial role in improving the
barrier properties of the coated paper.34 The WCA of uncoated
paper was 13.16°, and the WCA of the coated paper increased
to 74.34°. Furthermore, the original water resistance of the
scratched coated paper was restored after it was hot-pressed at
120 °C for 5 min, indicating good self-repairing capability of
the coated paper. Subsequently, the water and water vapor re-
sistance of coated papers were evaluated by testing their Cobb
60 value (an index to examine the water resistance) and water
vapor transmission rates (WVTR). The Cobb 60 values of
samples significantly decreased from 55.42 g m−2 (raw paper)
to the range of 0.95–2.53 g m−2, while the coating amount had
less effect on the Cobb values (Fig. 5d). Therefore, the coated
paper with a coating amount of 10 g m−2 was chosen to
further test the WVTR. Both the polymer and the coated paper
exhibited favorable results of 0.98 and 2.21 g mm m−2 day−1,
respectively, which were outstanding when compared to other
common biopolymers35,36 (Fig. 5e). Moreover, our castor-oil-
based waterborne polyurethane coating also had significant
environmental and barrier advantages over some biomass-
based coatings in the literature (for details see Table S1†). To
test the water/oil resistance of coated paper, we dripped water
and oil onto the surface of the paper and kept it there for
5 min. The raw paper showed obvious watermarks and oil
marks after removing the water and oil droplets, while no resi-
dues were observed on the coated paper (Fig. 5f). The unique
combination of self-healing ability, excellent water and oil re-
sistance and low WVTR made this coating strategy a more
reliable and efficient alternative for paper package
applications.

3.5. Biocompatibility, recyclability and degradability of the
coated paper

To evaluate the potential health impacts of our coating
materials, we chose mouse fibroblasts NIH/3T3 as the in vitro
model.37 The cytotoxicity of the coated paper was assessed by
the viability of NIH/3T3 cells cultivated together with samples
for 48 h. There were no significant differences between the
sample and control groups and few dead cells were observed
(Fig. S7†). After accurate statistics, the cell survival rate of the
coated paper was as high as 98.1% (Fig. 6a), indicating that
the coating is non-toxic to cells and has favorable
biocompatibility.

Commercially, aluminum foils or plastics (e.g., polypropyl-
ene and polyethylene) are often laminated to paper to prepare
paper packaging materials with excellent water resistance. As a
price, the resulting composites lose their recyclability and
degradability. Herein, a closed-loop recycling path for our
coated paper is demonstrated in Fig. 6b. Using the principles
that acid can facilitate the hydrolysis of acylhydrazone bonds
and small molecule alcohols promote the cleavage of amino
acid esters,38,39 the cross-linking network of the coating was
disrupted in HCl/methanol (1/9) mixed solvents at 25 °C for
30 min, enabling the paper to be recycled. In addition, direct
outdoor soil burial was performed to evaluate the biodegrad-
ability. It can be seen from Fig. 6c that the uncoated paper
completely decomposed in soil within 50 d, while the coated
paper degraded relatively slowly due to the presence of a dense
surface coating. Ultimately, the mass loss rate of the coated
paper reached 64.3% after 3 months of burial (Fig. 6d),

Fig. 5 (a–c) SEM images of raw paper, CWPU-VSD30 coated paper and scratched coated paper. Inset: water contact angle of samples (dwell time
120 s). (d) Cobb 60 values (g m−2). (e) Comparison of the water vapor transmission rate (WVTR) of CWPU-VSD30 coated paper with common poly-
mers used as coatings. (f ) Behaviors of water and oil droplets on uncoated and coated paper within 5 min.
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demonstrating a promising biodegradation trend. The recycl-
ability and biodegradability of the coated paper provide
unique advantages over conventional paper–plastic or paper–
aluminum composites.

4. Conclusion

In this work, a straightforward and effective strategy was devel-
oped to enhance both the mechanical properties and self-
healing capability of castor oil-based WPU (CWPU) films. By
introducing sustainable rigid diols (VSD) containing dynamic
acylhydrazone bonds into the CWPU system, the film
(CWPU-SVD30) demonstrated colorless transparency (with up
to 90% transmission), high tensile strength (33.9 MPa) and
impressive healing efficiency (>90%). Furthermore, the
mechanical, thermophysical and water-resistance properties of
the CWPU could be finely tuned by adjusting the ratios of VSD
and castor oil. In addition, CWPU-VSD30 dispersion was first
used as a functional coating for paper substrates. The results
revealed that the coated paper had efficient excellent water-
and oil-resistances, extremely low WVTR (2.21 g mm m−2

day−1) and favorable biocompatibility, as well as good recycl-
ability and biodegradability. These attributes provide a poten-

tial approach for developing multifunctional and sustainable
paper-based barrier coatings.
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Fig. 6 (a) The survival percentage of NIH/3T3 cells in contact with the samples. (b) Closed-loop recycling process for our coated paper. (c) The
degradation experiment of the paper and coated paper in natural soil. (d) The weight retention within 90 days.
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