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Luminescent manometry enables remote pressure readout with unprecedented spatial and pressure
resolution. The need to image pressure in a temperature-invariant manner imposes the search for new
solutions that offer such capabilities. In this study, we present an approach that enables remote pressure
sensing using the luminescence kinetics of Mn** ions in SrGdAIO,. The uniqueness of this solution is
related to the pressure induced prolongation of the lifetime of the E level of Mn** ions resulting from a
change in the covalency of the Mn**—0%~ bond. Taking the advantage of this effect, the luminescence
decay time was increased from 1.44 ms to 2.14 ms when the pressure was changed from ambient to
7.6 GPa. This allowed the development of a luminescent manometer with a maximum relative sensitivity
of 7.85%/GPa at 3 GPa and sensitivities above Sg > 5%/GPa in the pressure range of 1-7.6 GPa. More-
over, in the temperature range of 260-365 K, the lifetime value was independent of temperature
changes, enabling a temperature invariant manometric factor of 134.
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Introduction

Apart from the lighting market, luminescent materials are
increasingly finding new applications, among which the sen-
sing market has recently been one of the most developed owing
to their ability to readout and even image physical and
chemical quantities of objects under study, which can be done
remotely by analyzing the spectroscopic parameters associated
with the emitted light."™® In addition to the most popular
luminescence thermometry, the possibility of remote pressure
monitoring has also been intensively explored recently.”
Among the luminescent manometers described so far, the most
common way to readout the pressure values in a given system is
through spectral band shift analysis.'*® This strategy applies
both to luminophores with a narrow emission band headed by
ruby and also to broadband luminophores. In this case, the
pressure reading involves either an analysis of the position of
the emission band centroid or a ratiometric reading of the ratio
of luminescence intensities occurring in the two spectral
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bands.”'""**> However, in the case of applications of lumines-
cent manometers in environments where the medium is char-
acterized by a dispersive dependence of the extinction coefficient,
a reading based on analysis of the spectral response, including
ratiometric approach and the band shift of the luminophore can
lead to reduced reliability owing to the interactions of the emitted
light with the medium in the form of absorption and/or
scattering.”*** Hence, in such applications, luminescent man-
ometers using pressure-induced changes in luminescence
kinetics are advantageous. Importantly and often overlooked, a
luminescent pressure gauge should be characterized by insensi-
tivity to temperature changes so that the pressure reading offered
is unambiguous, even under extreme conditions of pressure and
temperature. Although this type of manometer is rarely described
in the literature, the vast majority of them are based on the
luminescence of Ln*" ions, where the dominant processes affect-
ing the shortening of a lifetime are multiphonon and cross-
relaxations,> and their probabilities are significant for most
Ln*" ions at room temperature. This makes an unambiguous
pressure reading difficult. On the other hand, due to the shielding
of the 4f subshell by external orbitals, an increase in pressure does
not significantly change the probability of radiative processes,
hence little change in luminescence kinetics under increasing
pressure is observed. Therefore, herein, we propose a new
approach, in which we take the advantage of the fact that the
spectroscopic properties of transition metal ions significantly
depend on the strength of the crystal field, and therefore, on
the applied pressure to lifetime-based manometers. Mn*" ions,
which are known for their red emission associated with the *E —
A, electron transition, were used as model ions in this case.?*™>®
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For Mn"' ions, the rate of depopulation of the excited ’E level
depends on the relative energy distance between the *E level
and the intersection point with the *T, state. The energy of the
T, state increases with increasing crystal field strength, hence
it is expected that as the applied pressure increases the prob-
ability of the non-radiative processes will decrease, leading to
the prolongation of the luminescence lifetime. In addition, a
change in the applied pressure will affect the covalency of the
Mn*"-0*>" bond by changing the probability of non-radiative
processes. The energy of the *T, level of Mn** ions significantly
depends on the strength of the crystal field acting on it and
thus depends on the applied pressure.

Experimental

SrGdAlO, powders doped with different concentrations of Mn**
ions were synthesized by a modified Pechini method.** The
materials used for synthesis: strontium nitrate (Sr(NOs),
99.9965% purity from AlfaAesar), aluminum nitrate hydrate
(Al(NO3)3-9H,0 99.999% purity from AlfaAesar), gadolinium
oxide (Gd,03 99.995% purity from Stanford Materials Corpora-
tion), manganese(n) chloride tetrahydrate (MnCl,-4H,O 99%
purity from Sigma Aldrich), nitric acid (HNO; 65%; pure p.a.;
from POCH), citric acid (>99.5%, Sigma-Aldrich) and poly-
ethylene glycol PEG 200 (H(OCH,CH,),,OH, n = 200, Alfa Aesar)
were used without further purification. First, a stoichiometric
amount of gadolinium oxide was dissolved in nitric acid to
obtain gadolinium nitrate. Then, a three-fold recrystallization
was carried out to evaporate the excess nitric acid. Appropriate
amounts of strontium nitrate, aluminum nitrate, and manga-
nese chloride were added to the gadolinium precursor and
dissolved in 50 ml of distilled water. Next, citric acid was added
in an amount six times the number of moles of the metal ions
used in the synthesis. Once a clear solution was obtained, PEG
was added in a 1:1 ratio to the citric acid, and stirring
continued for 2 h at room temperature. After this, the mixture
was transferred to a porcelain crucible and dried at 360 K for
7 days. The obtained resin was then quenched at 873 K for 3 h,
followed by grating in a mortar under hexane. This was placed
in a crucible and annealed at 1323 K for 5 h in air.

The obtained materials were then examined by X-ray powder
diffraction (XRD) using a PANalytical X’Pert Pro diffractometer
in Bragg-Brentano geometry equipped with an Anton Paar
TCU1000 N temperature control unit using Ni-filtered Cu Ka
radiation (V = 40 kv, I = 30 mA). Measurements were made in
the range of 10-90°, and the acquisition time was approxi-
mately 30 min. Transmission electron microscopy (TEM)
images were taken using a Philips CM-20 SuperTwin TEM
microscope. The samples were dispersed in methanol, and a
droplet of such suspension was put on a microscope copper
grid. Next, the samples were dried and purified in a plasma
cleaner. Studies were performed in a conventional TEM proce-
dure with 160 kV parallel beam electron energy. The sizes were
determined manually using Image] software by measuring the
longest linear size (Feret diameter) of each particle.
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Excitation and emission spectra were measured on a
FLS1000 spectrometer from Edinburgh Instruments supplied
with a 450 W xenon lamp as an excitation source, and a R928P
side window photomultiplier tube from Hamamatsu as a
detector. The temperature dependent emission spectra and
luminescence decay profile were measured using the same
system with a 445 nm laser diode from CNI Lasers used as
the excitation source and a THMS 600 heating-cooling stage
from Linkam to control the temperature with a precision of
0.1 K. Luminescence spectra and luminescence decay profile as
a function of pressure were measured using the same excitation
source. Pressure was applied to the sample owing to a gas
membrane that transmitted it to the Diacell uScopeDAC-RT(G)
diamond anvil cell (DAC) with 0.4 mm diamond culets. The gas
used in the system is compressed nitrogen, which was supplied
to the membrane using a Druck PACE 5000 which allowed for a
relatively controlled change in pressure. Since the emission
band of the Cr** ions of Al,O5: Cr’* spectrally overlaps with the
emission band of the analyzed SrGdAlO,: Mn**, the spectral
shift of the SrB,O,: Sm>" °D, — “F, emission line was used as a
pressure indicator in the DAC.?® The sample was placed in a
~140 um size hole drilled in a 250 um thick stainless steel
gasket. The methanol-ethanol solution (4: 1 ratio) was used as
a pressure transmission medium. The Raman spectra were
measured in the pressure range from ~0 to 9 GPa, in a
backscattering geometry using a Renishaw InVia confocal
micro-Raman system with a power-controlled 100 mw
532 nm laser diode. The laser beam was focused using an
Olympus x20 SLMPlan N long working distance objective. The
Raman spectra of the sample compressed in a methanol/
ethanol/water — 16/3/1 (pressure transmitting medium) were
measured in a DAC equipped with ultra-low fluorescence (Ilas)
diamond anvils.

Results and discussion

The SrGdAlO, compound crystallizes in a tetragonal structure
with the space group I4/mmm (a = b = 0.3663 nm, ¢ = 1.1998 nm,
o =B =17 =290 In this host material, Sr*" and Gd*" are
nine-fold coordinated, whereas Al** ions are surrounded by six
oxygen atoms forming (AlOg)°~ octahedrons (Fig. 1a). Mn**
ions, due to the ionic radius (ryns+ = 0.530 A) and preferred
coordination number (CN = 6), effectively substitute the AI**
site (ras+ = 0.535 A CN = 6) of the C,, point symmetry in the
SrGdAlO, structure. Hence, no significant changes in the XRD
patterns are observed for different concentrations of Mn*" ions
(Fig. 1b). All the diffraction reflexes correlate with the reference
pattern for the bulk StNdAIO, (JCPDS no. 24-1185) confirming
the lack of additional phases in the sample. The Rietveld
analysis of the obtained diffractograms reveals that the ¢
parameters slightly decrease with the increase of the Mn**
concentration (Fig. 1c), while the a parameter remains inde-
pendent of dopant concentration (Fig. 1d). The slight shrinkage
of the ¢ parameter results from the ionic difference between
Mn*" and the AI’* ions. The morphological studies of the
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Fig. 1 Visualization of the crystal structure of the SrGdAIO 4 material (a); XRD patterns of the SrGdAIO, : Mn** for different concentrations of dopant ions
(b); calculated c (c) and a (d) parameters for the SrGAAIO,4: Mn** material as a function of Mn** concentration; particle size distribution (dayr = 306 nm,
FWHM = 98 nm) (e) and representative TEM image (f) of the SrGdAIO,: 0.2%Mn**.
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Fig. 2 Normalized Raman spectra for the SrGdAlO4 material measured for different pressure values, during the compression cycle (a); determined
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SrGdAlO,: Mn*" material performed based on the TEM images,
indicate that the obtained powder samples consist of well-
crystalized particles of around 300 nm in diameter, (Fig. 1e,
see also Fig. S1, ESIt) with a high degree of aggregation (Fig. 1f).

The structural stability of the StGdAlO, material was inves-
tigated by measuring the Raman spectra for the undoped
compound, to avoid luminescence from the activator ions,
which often obscure and superimpose with Raman peaks.
The measured Raman spectrum for the SrGdAlIO, material at
low pressure has five bands initially located around ~ 230, 370,
440, 575, and 740 cm ™', as shown in Fig. 2a and b. With
increasing pressure (material compression) the energies of the
phonon modes increase, and the corresponding Raman bands
shift towards higher wavenumbers, as shown in Fig. 2b. The
observed effect originates from the bonds shortening, i.e., the
decrease of the interatomic distances in the compressed struc-
tures. It is worth noting that the determined spectral shifts are
monotonous and linear, which assure good structural stability
of the investigated materials. The calculated shift rates
(cm '/GPa) for the observed Raman peaks are given in
Table S1 in the ESIt data. Note that the observed deterioration
of the Raman signal with pressure (lowering signal-to-noise
ratio) is associated with increasing strains and crystal defects in
the compressed crystal structures, which is typically observed
for Raman measurements. Importantly, on releasing the pres-
sure (decompression), the spectral positions and the shapes of
all Raman bands return to the initial state (see Fig. 2b and
Fig. S2, ESIf). The good convergence of the compression-
decompression data indicates the reversibility of the high-
pressure experiments. Such behavior is very important for
optical pressure monitoring and implying the possibility of
utilizing the synthesized SrGdAlO, material as an optical pres-
sure gauge-manometer.

The luminescence properties of materials doped with Mn**
ions are related to the electron transition from the excited
’E state to the ground “A, state (Fig. 3a). The parabola of the
’E level intersects with the “T, level at an energy called the
activation energy (AE) and its value determines the thermal
stability of the luminescence of Mn*" ions, affecting the prob-
ability of non-radiative depopulation processes of the *E level.
Since the energy of the T, level strongly depends on the
strength of the crystal field interacting with the Mn** ions,

View Article Online

Journal of Materials Chemistry C

the activation energy can be modified by appropriate selection
of host material. To determine the strength of the crystal field
for the SrGdAlO,:Mn*" structure, a well-known procedure
based on the excitation band energies of Mn®" ions is used
(eqn S1-S4, ESIT).”®3® As can be seen in Fig. 3b, the excitation
spectra of the StGdAIO,: Mn*" have three bands with maxima at
around 300, 350, and 500 nm, corresponding to the Mn*" —
0*", *A, - *Ty, and “A, — *T, electronic transitions, respec-
tively. It is clear that the spectral positions of the excitation
bands do not significantly depend on the concentration of
Mn*" ions, and the determined strength of the crystal field is
Dq/B = 2.36. However, with the increase in the dopant ion
concentration, the intensity of the A, — “T, band clearly
increases compared to the other bands. The increase in the
intensity of this band may explain the apparent change in the
half-width of the ‘A, — *T; band, with increasing Mn**
concentration. On the other hand, in the emission spectra, it
can be seen that an increase in the concentration of Mn*" ions
causes a decrease in the intensity of the most intense compo-
nent of the °’E — “A, band, located at around 710 nm, in respect
to the entire band, which is most likely related to the reabsorp-
tion process, the probability of which increases with a short-
ening of the average distance between adjacent Mn*' ions
(Fig. 3c). Since no significant changes in the spectroscopic
properties of SrGdAlO,: Mn*" were found for different concen-
trations of Mn*", the SrGdAIO,: 0.2%Mn"*" sample was used as
a representative material for further studies.

Investigating the effect of applied pressure on the lumines-
cence properties of the SrGdAlO,:0.2%Mn"" material, the
in situ luminescence spectra during the compression-
decompression cycle were measured. An increase in pressure
from ambient to ~7.9 GPa leads to the spectral shift of the
band maximum from 13976 cm ™" (715.66 nm) to 13861 cm ™'
(721.44 nm) (Fig. 4a, see also Fig. S3, ESIT). The change in the
position of this band can be discussed in terms of increasing
covalency of the Mn*~0®>~ bond, leading to a nephelauxetic
red-shift,>® which is an effect analogous to that used in the
luminescence manometry of shifting the R, line of the °E — “A,
band of Cr*' ions in ruby."" The analysis of the excitation
spectra of SrGdAIO,:0.2%Mn"" measured as a function of
pressure indicates a blue shift of the Mn** absorption bands,
which is associated with a change in the crystal field strength
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Fig. 3 Simplified configurational coordination diagram of Mn** ions (a), the comparison of the normalized room temperature excitation spectra
(hem= 710 nm) (b), and emission spectra (lexc = 400 nm) (c) of SrGAAIO4: Mn** with different concentration of Mn** ions.
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(Fig. 4b and Fig. S4, ESIt). Calculation of the Dg/B parameter
(where B is the Racah parameter) reveals the gradual increase of
its value from 2.36 at ambient pressure up to 2.59 at 7.8 GPa
(Fig. 4c). As can be seen, the band energy changes monotoni-
cally and varies by approx. 115 cm ™' (6.4 nm) in the analyzed
pressure range (Fig. 4d), resulting in the absolute sensitivity
determined as follows:

AE

e 1

SA,P Ap ( )
AE

e )

SAT AT (2)

where AE is the change in the band energy corresponding to a
change in pressure (temperature) by Ap (AT). The resulting Sy
value is ~15.5 cm™ ' GPa™ ' at around 6 GPa that corresponds to
d//dp = 0.79 nm GPa ' and decreases with pressure (Fig. 4e).
On the other hand, in the case of temperature measurements,
the emission intensity decreases and the band position shifts
slightly with temperature (Fig. S3a, ESIt). The maximum
observed shift exceeds 25 cm™' (Fig. S2b, ESIf). Making
a pressure reading based on the spectral position of the
’E — “A, band of Mn"" ions is strongly affected by temperature
change. Consequently, STGdAIO,: 0.2%Mn"*" exhibits an abso-
lute temperature sensitivity of about Syt = 0.2 em™" K ' at
100 K, which decreases with increasing temperature (Fig. 4f).
The corresponding d//dT = 0.0097 nm K for SrGdAIO, : 0.2%
Mn*" is only slightly higher compared to 0.007 nm K" for ruby.

As already shown, the significant change in the SrGdAIO,:
0.2%Mn*" luminescence intensity with temperature may sug-
gest that the emission lifetime of the *E-excited level is strongly

This journal is © The Royal Society of Chemistry 2023

thermally shortened. In order to experimentally verify this
hypothesis, the luminescence decay profiles for the SrGdAIO,:
0.2%Mn*" sample were measured in the range of 77-580 K
(Fig. 5a and Fig. S5, ESIT). Due to the slight deviation of their
shape from single-exponential profile, the average lifetimes
(tavr) were determined according to the procedure described
in ESIt (eqn S5 and S6, ESIt). At 77 K, the 1,,, equaled 2.1 ms
and with increasing temperature it gradually shortened until
260 K, where it reached 1.61 ms. In the temperature range of
260-365 K, the t,,, value remained almost constant (plateau),
and above that threshold temperature a sharp reduction in the
values was observed. A similar relationship for Mn*" lifetimes
was reported by Senden et al* for the K,TiFs: Mn** compound.
According to the interpretation presented in the literature, this
behavior can be explained in terms of a thermal change in the
radiative lifetime of the ’E state in the 77-365 K range, followed
by the shortening associated with the nonradiative depopula-
tion of the ’E state at higher temperature values. The short-
ening of the radiative lifetime observed in the initial
temperature range is due to the thermal population of odd-
parity vibrational modes at elevated temperatures. The quanti-
tative analysis of the obtained results was carried out by
determining the relative sensitivity as follows:

Aty

SR,T = o AT x 100% (3)
1 Ar,

SrRp = T % 100% 4

Ryp avr Ap ( ]

where Art,,, represents the change in t,,, corresponding to a
change in temperature by AT (pressure by Ap). The obtained
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results indicate that the maximum sensitivity of Sg r=2.1% K*
is observed at 490 K (Fig. 5b). However, in the 260-365 K
T-range, Sgr < 0.09% K '. This is direct evidence that the
luminescence properties of the SrGdAlO, : 0.2%Mn*" com-
pound in this T-range are temperature-independent. As the
pressure increases, a significant elongation of the lumines-
cence decay profiles was observed (Fig. 5c). In addition, it was
noted that above 1.5 GPa the lifetime begins to approach a
single-exponential profile with increasing pressure, and T,
monotonically increases with pressure from 1.44 ms up to
2.14 ms at 7.6 GPa (Fig. 5d and e). Importantly, its value
shortens again during the decompression cycle, confirming
that the observed changes are fully reversible, as shown pre-
viously in the Raman spectra. The observed effect can be
explained by (i) a change in the probability of radiative pro-
cesses resulting from a change in the covalency of the bond and
depopulation of the odd-parity vibrational modes and (ii) a
decrease in the probability of non-radiative processes through
an increase in the activation energy resulting from an increase
in the energy of the “T, level. The analysis of the relative
sensitivity of the lifetime-based manometer indicates that
in the 1-7.6 GPa pressure range Sgp > 5% GPa ', and the
maximum value of Sy = 7.85% GPa ! is reached at 3 GPa
(Fig. 5f). This is a very high value comparable to the most
sensitive luminescence manometers based on the spectral
analysis of materials doped with Ln®** ions.""**> However, it
should be borne in mind that luminescence kinetics is hardly
affected by the dispersive dependence of light absorption
and scattering by the medium, and therefore allows for a
more reliable measurement as proven for luminescence
thermometry.*® In the case of luminescence manometers, it is
essential to provide a temperature-invariant pressure readout.

1358 | J Mater. Chem. C, 2023, 11, 1353-11360

For this purpose, the temperature invariability manometric
factor (TIMF) defined as follows was determined for the
SrGdAlO, : 0.2%Mn** sensor material:**

TIMF — SRP (5)

SrR,T

TIMF expresses the temperature change necessary to har-
ness the change in spectroscopic properties corresponding to a
1 GPa change in pressure. The larger the TIMF value, the more
temperature-independent the pressure reading. In the case of
the SrGdAIO,:0.2%Mn*" compound compressed to 2.1 GPa at
room temperature, the TIMF is 134, which is the final con-
firmation of the high application potential of this material.
Additional advantage of this manometer is the fact that .,
shows very high repeatability within the compression and
decompression cycles (Fig. S6, ESIf). The calculation of the
pressure determination uncertainty (eqn S7, ESIt) for lifetime-
based luminescence manometry on SrGdAlO,:0.2%Mn*" was
as low as 0.07 GPa at 3 GPa, which confirms a high manometric
performance of this luminescence manometer.

Conclusions

In this study, the spectroscopic properties of the SrGdAlO,:
0.2%Mn*" material were studied as a function of pressure and
temperature to develop a lifetime-based luminescent man-
ometer. It was shown that the ’E — *A, emission spectral band
shifts with applied pressure, with the maximum absolute
sensitivity Sy, ~ 15.5 cm™' GPa ' at around 6 GPa (d//dp =
0.79 nm GPa ') and temperature with Syr = 0.2 em " K ' at
200 K. The luminescence intensity of the Mn*" emission is

This journal is © The Royal Society of Chemistry 2023
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rapidly quenched with temperature, indicating that the activa-
tion energy, and thus the energy of the “T, band is probably
relatively low. Measurements of lifetimes as a function of
temperature reveal that in the range of 77-360 K the change
in lifetime values result from a change in the probability of
radiative processes. Whereas, the rapid shortening of the 7,
values observed above 360 K originates from an increase in the
probability of non-radiative processes. Importantly, in the
range of 260-360 K the 7,,, remains insensitive to temperature
changes. The pressure-dependence analysis indicates that the
Tavr Values significantly and monotonically prolong with pres-
sure, at least up to ~7.9 GPa, and the maximum sensitivity
reaches Sg, = 7.85% GPa ' at 3 GPa with the pressure deter-
mination uncertainty as low as 0.07 GPa at 3 GPa. Importantly,
the observed changes in lifetime values are fully reversible. The
high value of the TIMF parameter (&~ 134) confirms the high
application potential of the SrGdAIO,:0.2%Mn*" material for
remote pressure readings based on the lifetime of the *E excited
state. We believe this study can trigger research interest in the
use of Mn** doped phosphors to develop a new class of highly
reliable luminescent manometers.
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