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sional indium metal–organic
frameworks boosting nitrogen electroreduction at
all pH values†

Yuntong Sun, Baokai Xia, Shan Ding, Licheng Yu, Sheng Chen *
and Jingjing Duan *

Based on an ion exchange and dissolution–recrystallization mechanism, rigid indium metal–organic

framework (In-MOF) nanosheets have been synthesized under mild conditions. The collective

advantages of the rigid structure and two-dimensional architecture (thickness: 1.3 nm) enable In-MOF to

show great activity during nitrogen electroreduction and excellent stability over a wide pH range. At pH

values <7, In-MOF nanosheets demonstrate an ammonia yield rate $ 24.70 mg h�1 mg�1 (or 4.94 mg h�1

cm�2) and faradic efficiency $6.72%. At pH values $7, 2D In-MOF can operate efficiently with a record

NH3 yield of 79.20 mg h�1 mg�1 (or 15.94 mg h�1 cm�2) and faradic efficiency of 14.98%, making it one of

the most active MOF-based electrocatalysts for nitrogen electroreduction. Furthermore, the reaction

mechanism of nitrogen electroreduction has been revealed using density function theory (DFT)

simulations, and it follows enzymatic pathways at all pH values, with the potential determining step being

*H2NNH2* / *NH2 + NH3. It is expected that the present study will offer valuable clues for the design

and fabrication of low-cost and efficient all-pH nitrogen reduction electrocatalysts for industrial

applications.
Introduction

One of the most consumed chemicals in the world, ammonia
(NH3) is still synthesized dominantly via the Haber–Bosch
process, which was invented many years ago.1–4 This reaction
takes place under harsh conditions with high temperatures
(350–550 �C) and pressures (150–350 atm), consuming 1–2% of
the annual global energy supply and discharging millions of
tonnes of greenhouse gas (CO2).5–8 Recently, the less energy
intensive andmore sustainable approach of the electrochemical
nitrogen reduction reaction (NRR) has gained extensive inter-
ests, as it can potentially produce NH3 from atmospheric N2

(from air), water, and renewable electricity (from solar and wind
sources) under ambient conditions.9–11 Among the various
available electrochemical technologies, proton exchange
membrane (PEM) based NRR systems require acid-stable elec-
trocatalysts to allow conditions with high concentrations of
protons.12 Microbial electrolysis systems,13 which produce
ammonia from waste organics using enzymes (e.g., nitroge-
nase), require NRR electrocatalysts that work in neutral media.
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Alkaline nitrogen electroreduction, on the other hand, neces-
sitates the use of electrocatalysts that can operate under basic
conditions to suppress the competing hydrogen evolution
reaction (HER) when a reducing potential is applied.14,15 As
such, to minimize production costs, efficient, selective, and
stable NRR electrocatalysts that work at all pH values are highly
desirable, but their development remains a signicant
challenge.

Recently, metal nitrides, sulphides, oxides, and single-atom
catalysts were predicted to be promising for the electro-
chemical NRR based on DFT studies, and some of them have
been tested experimentally.16–18 However, the low NH3 yields
and poor stability of these catalysts have greatly hindered their
widespread application.18 Metal–organic frameworks (MOFs)
represent a category of versatile functional material comprising
metal ions coordinated with organic ligands.19–22 MOFs can
show many intriguing characteristics, such as ultrahigh
porosity, large specic surface areas, and plentiful unsaturated
metal nodes, and thus, they have been extensively investigated
for many applications.22–26 Nevertheless, the intrinsic structural
instability of most MOFs has considerably restricted their long-
term utilization.27,28

Very recently, a class of rigidMOFmaterials was reported,29,30

utilizing strongly bound metal–ligand orbital interactions and
the rational selection of rigid organic linkers to minimize
structural rotation/vibration. Therefore, these materials exhibit
rigid porous channels between metal nodes and organic
This journal is © The Royal Society of Chemistry 2021
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ligands, leading to strong durability and high efficiency during
practical application. For example, Chen et al.29 reported an
ultra-microporous MOF (Ca(C4O4)(H2O)) synthesized from
calcium nitrate and squaric acid that possesses rigid one-
dimensional channels for the efficient molecular sieving of
ethane. In addition, Eubank and coauthors30 synthesized rigid
iron carboxylate-based metal–organic frameworks with good
adsorption and release properties toward nitric oxide. To the
best of our knowledge, there have been no reports of rigid MOFs
that can survive at all pH values thus far. Furthermore, the re-
ported bulk MOFs have only small intrinsic microspores,
limiting the transport of electrolyte and N2 gas during the NRR
process. In response, downsizing rigid MOFs to low-
dimensional materials, in particular two-dimensional (2D)
nanosheets, can facilitate the formation of highly hierarchical
meso/micro-porosity for feasible mass transport, and the
ultrathin architecture allows for easy accessibility to active sites,
leading to improved electrocatalytic performance.

Herein, we develop, for the rst time, rigid 2D In-MOF
nanosheets through a feasible synthesis strategy on the basis
of fast ion exchange and dissolution–recrystallization mecha-
nisms. This method is scalable and universal for the synthesis
of other 2D MOFs, like Mn-MOF. The resulting ultrathin In-
MOF nanosheets exhibit advantageous geometric structural
and electrical properties, which are expected to contribute to
outstanding NRR activity, high selectivity, and durable stability
over the entire pH range. Furthermore, density function theory
(DFT) calculations are carried out to reveal the reaction mech-
anisms and corresponding potential determining steps of the
NRR at different pH values.
Results and discussion
Synthesis of rigid 2D In-MOF

As shown in Fig. 1a, 2D In-MOF nanosheets are prepared via
a two-step procedure composed of a fast ion exchange process
and a subsequent dissolution–recrystallization process. Firstly,
similar to previously reported MOF synthesis,23,31,32 we directly
mix an indium salt (indium chloride tetrahydrate, InCl3$4H2O)
with an organic ligand (2,5-thiophene dicarboxylic acid, TDC).
The mixed solution remained clear even aer a long time,
indicating that no products were formed during this process
(ESI Fig. 1†). Inspired by the ion exchange process in the
synthesis of traditional solid solutions,33 we introduce an
intermediate agent in the form of cadmium acetate (Cd(Ac)2-
$3H2O). It is found that Cd2+ from cadmium acetate can coor-
dinatively react with the TDC organic ligand to form Cd-MOF
nanoparticles (ESI Fig. 2 and 3†). More interestingly, these Cd
species inside the Cd-MOF architecture can be replaced by In3+

immediately, with a transformation into In-MOF nanoparticles
(Fig. 1e and ESI Fig. 4†). Then, the effects of the mass
percentage of Cd precursor (Cd(Ac)2$3H2O) in the mixed metal
precursor (Cd(Ac)2$3H2O + InCl3$4H2O) were systematically
examined. It can be concluded that a pure In-MOF phase only
forms when Cd(Ac)2$3H2O accounts for 30–80 wt% in the metal
salt precursor (ESI Fig. 5–12, ESI Note 1, and ESI Table 1†).
This journal is © The Royal Society of Chemistry 2021
Aer the instant transformation of Cd-MOF into In-MOF, the
reaction solution is still kept for 12 h at 60 �C, during which
time the In-MOF nanoparticles are converted to 2D nanosheets.
Note that Cd2+ plays an important role in this process because
only large In-MOF nanoparticles are obtained in the absence of
cadmium salt (Cd2+ is removed via centrifugation, ESI Fig. 13–
16†). We further studied the formation mechanism via exam-
ining the reaction intermediates collected at different durations
(from 0 min to 12 h, ESI Fig. 17†) using ultraviolet-visible (UV-
vis) spectroscopy (Fig. 1c), Fourier transform infrared spec-
troscopy (FT-IR, Fig. 1d), scanning electron microscopy (SEM,
Fig. 1e), and X-ray diffraction (XRD, ESI Fig. 18†). Among all the
precursors (Fig. 1b), only the TDC organic ligand exhibits UV-vis
absorption peaks in the wavelength range of 350–400 nm.
Therefore, the reaction process can be monitored based on
TDC. As shown in Fig. 1c, the UV-vis spectrum intensity does
not change aer 4 h, indicating that the reaction is completed
by that stage. This result is consistent with that obtained from
FT-IR studies (Fig. 1d). Further, SEM images (Fig. 1e) and XRD
patterns (ESI Fig. 18†) indicate that more and more 2D In-MOF
nanosheets appear with the depletion of large particles, which
suggests that the reaction involves a dissolution–recrystalliza-
tion mechanism.34 Signicantly, we have extended the synthetic
procedure to other intermediate agents and other MOFs, for
example, In-MOF nanosheets obtained using Zn2+ as the inter-
mediate agent (ESI Fig. 19†) and Mn-MOF nanosheets obtained
using Cd2+ as the intermediate agent (ESI Fig. 20†). More
importantly, the developed methodology is readily suitable for
large-scale synthesis in a 1 liter container, producing 2.165 g of
2D In-MOF via one batch reaction (inset of Fig. 1f and ESI
Fig. 21†).
Morphology and structural characterization of rigid 2D In-
MOF

The morphology of 2D In-MOF has been characterized via SEM
(Fig. 1f–h), showing a uffy and anisotropic sheet architecture
with a lateral size in the range of several micrometres. Notably,
large open pores in the range of several micrometres formed
between adjacent nanosheets, which can provide enormous ion
and gas transport channels to promote electrocatalytic reac-
tions. A close examination of an individual In-MOF nanosheet
shows a smooth two-dimensional surface (Fig. 1i), an ultra-thin
thickness of around 1.3 nm (Fig. 1j), and a lattice fringe of
0.317 nm (Fig. 1k) with a well-dened polycrystalline structure,
as shown by the concentric circular rings in the SAED pattern
(inset of Fig. 1k). These results are consistent with the element
mapping images that show a uniform distribution of In, S, C,
and O elements throughout the whole nanosheet (Fig. 1l–o). All
the above characterization results explicitly indicate the
successful synthesis of 2D In-MOF nanosheets. To examine the
rigidity of the 2D In-MOF nanosheets, samples were treated in
aqueous solution with different pH values (pH ¼ 1, 7, and 12)
and characterized via a number of techniques. Notably, SEM
and element mapping images reveal little change in the
morphology based on information relating to sheet lateral size,
adjacent pores between sheets, and element distributions (ESI
J. Mater. Chem. A, 2021, 9, 20040–20047 | 20041
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Fig. 1 The synthesis andmorphological characterization of 2D indium-metal–organic framework (In-MOF) nanosheets. (a) A schematic diagram
of the synthesis of 2D and bulk In-MOFs (the scale bars in the SEM images on the right are 1 mm). (b) UV-vis spectra of 2D In-MOF nanosheets and
their precursors in ethanol. Reaction intermediates during 2D In-MOF nanosheet synthesis at different times: (c) UV-vis spectra; (d) FT-IR spectra;
and (e) SEM images and element mapping. Morphological characterization of 2D In-MOF: (f, g) SEM images (scale bars in f and g are 1 mm and
500 nm, respectively), the inset of (f) shows an optical image of the scalable synthesis of 2D In-MOF in a 1 liter container; (h, i) TEM images (scale
bar: 200 nm for h and 50 nm for i); (j) an AFM image and the corresponding height profile; (k) a HRTEM image (scale bar: 5 nm), the inset of (k)
shows the electron diffraction pattern (scale bar: 1/2 nm�1); (l–o) SEM element mapping of In, S, C, and O (scale bar: 500 nm).
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Fig. 22 and 23†). XRD studies indicate similar MOF crystal
structures for samples treated at pH¼ 1, 7, and 12, whichmatch
well with the simulated pattern of In-MOF crystals (Fig. 2a). In
addition, FT-IR spectra of all samples show similar vibration
peaks from TDC organic ligands at different pH values. In
comparison with TDC alone, there are no acidic carbonyl group
signals, v(C]O), in the acid-treated sample (pH ¼ 1) and no
non-ionized carboxyl group signals, v(C–OH), in the alkaline-
treated sample (pH ¼ 12) (Fig. 2b–c), indicating that the
organic ligands have been completely deprotonated and coor-
dinated with indium species in the MOF architecture (Fig. 2b).

Moreover, the porosity of In-MOF aer treatment has been
characterized via nitrogen adsorption–desorption isotherm
experiments. The derived Brunauer–Emmett–Teller (BET)35
20042 | J. Mater. Chem. A, 2021, 9, 20040–20047
surface areas of In-MOF are 60.31 m2 g�1 at pH ¼ 1, 61.62 m2

g�1 at pH ¼ 7, and 62.63 m2 g�1 at pH ¼ 12 (Fig. 2d and ESI
Table 2†). The corresponding pore volumes are 0.45 cm3 g�1 at
pH ¼ 1, 0.46 cm3 g�1 at pH ¼ 7, and 0.48 cm3 g�1 at pH ¼ 12
(ESI Table 2†). All the above results agree well with other char-
acterization studies, including those carried out via thermog-
ravimetric analysis (TGA, Fig. 2e), X-ray photoemission
spectroscopy (XPS, Fig. 2f–j and ESI Fig. 24†), inductively
coupled plasma mass spectrometry (ICP-MS, ESI Table 1†), and
energy dispersive spectroscopy (EDS, ESI Fig. 25–27†), unam-
biguously conrming the excellent rigidity of the as-synthesized
2D In-MOF nanosheets at different pH values.

2D In-MOF nanosheets also demonstrate good electrical
conductivity, as revealed by the computed electron location
This journal is © The Royal Society of Chemistry 2021
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Fig. 2 Structural characterization of rigid 2D In-MOF nanosheets after treatment in aqueous solutions with different pH values. (a) XRD patterns.
(b and c) FT-IR spectra; the inset in (b) shows enlarged areas of FT-IR spectra between 2000 and 400 cm�2. (d) N2 adsorption–desorption
isotherms. (e) TGA profiles. (f) In 3d, (g) S 2p, (h) O 1s, (i) C 1s, and (j) Cd 3d XPS spectra. (k) A theoretical electron location function (ELF) image of
In-MOF sliced from the (100) plane. (l) Theoretical density of state (DOS) profiles.
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function (ELF) and density of states (DOS). As shown in Fig. 2k,
the theoretical density functional theory (DFT) calculations of
the correlation ELF value are around 0.5 between the metal
nodes and adjacent organic ligands, indicating that 2D In-MOF
has intrinsic metallic conductivity. This result matches well
with DOS analysis (Fig. 2l). The DOS energies of atoms across
the Fermi level are primarily below zero, thus indicating the
intrinsically good conductivity of In-MOF. Indeed, the electrical
conductivity of In-MOF can be further measured via a four-point
probe system using pellets obtained via pressing MOF nano-
sheets.32 The average electrical conductivity of In-MOF is 8.3 S
m�1, which is several orders of magnitude higher than tradi-
tional MOFs (10�6 S m�1).31

Electrocatalytic NRR performance of In-MOF at all pH values

Different from a conventional H-type electrochemical cell,36

a ow-type cell conguration has been assembled using In-MOF
nanosheets decorated on a gas-diffusion layer (GDL) as the
working electrode (mass loading: 0.2 mg cm�2), nickel foam
(NF) as the counter electrode, and a saturated calomel electrode
(SCE) as the reference electrode in different electrolytes (pH¼ 1,
2, 7, 12, and 14, ESI Fig. 28–30†). During electrochemical
testing, catholyte and anolyte are pumped into the corre-
sponding ow-cell chambers, which are separated by a Naon
This journal is © The Royal Society of Chemistry 2021
membrane, while the NH3 product is pumped out and collected
using acidic absorption chambers. Such a ow-type design can
promote the mass transport of reactants and products. Further,
the NRR principally includes two reaction processes: (i) 2N2 +
6H2O / 4NH3 + 3O2; and (ii) N2 + 2H2O / N2H4 + O2.
Consequently, the plausible products can be analyzed via two
methods: the indophenol blue method to detect ammonia (ESI
Fig. 31–35†), and the Watt–Chrisp method to detect hydrazine
(ESI Fig. 36 and 37†).

Next, to quantify the NRR activity, chronoamperometric
testing was conducted for 1 h at different applied current
densities from 0.25 to 1.25 mA cm�2 (Fig. 3a–c and ESI Fig. 38†).
At different pH values (pH ¼ 1, 2, 7, 12, and 14), ammonia was
produced, as evidenced by a strong UV-vis absorption signal at
655 nm (ESI Fig. 39 and 40†). In contrast, no hydrazine by-
product is detected, which conrms that the feed N2 gas is
converted only to ammonia during the NRR process catalyzed
by as-prepared In-MOF (ESI Fig. 41†). Further, as shown in
Fig. 3d–f and ESI Fig. 42–46,† the NH3 yield rates of In-MOF
nanosheets at all pH values achieve maximum values at �0.5
mA cm�2, and they were 24.70 mg h�1 mg�1 (or 4.94 mg h�1 cm�2

(per unit area)) at pH¼ 1, 25.80 mg h�1 mg�1 (5.16 mg h�1 cm�2)
at pH ¼ 2, 64.73 mg h�1 mg�1 (12.95 mg h�1 cm�2) at pH ¼ 7,
79.20 mg h�1 mg�1 (15.94 mg h�1 cm�2) at pH¼ 12, and 71.58 mg
J. Mater. Chem. A, 2021, 9, 20040–20047 | 20043
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Fig. 3 The nitrogen electroreduction performance of 2D In-MOF at all pH values. The chronoamperometric curves at pH values of (a) 1, (b) 7, and
(c) 12. (d–f) The corresponding NH3 yield rates and faradic efficiencies (FEs) at different applied current densities. (g) NH3 yield rates and FEs at
different pH values (the applied current is �0.5 mA cm�2). (h) A comparison of the NRR activity of our sample with several state-of-the-art
electrocatalysts. These electrocatalysts have been marked in different colours according to the different pH values of the electrolytes used,
where alkaline is pink, neutral is blue, and acidic is yellow. (i) A comparison of the activities of In-MOF samples prepared using different amounts
of Cd precursor in the synthetic process. (j) 500 MHz 1H NMR spectra of NRR products tested using 15N2 feed gas and (k) the calibration curve of
the 15NH4+ benchmark material. (l) Stability testing for 12 h at different pH values (the applied current is �0.5 mA cm�2).
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h�1 mg�1 (14.32 mg h�1 cm�2) at pH ¼ 14. In addition, the
faradic efficiencies (FEs) under neutral and alkaline conditions
(pH ¼ 7, 12, and 14) also increase in tandem with the NH3 yield
rates, with highest FEs of 12.23% at pH¼ 7, 14.98% at pH¼ 12,
and 13.54% at pH ¼ 14 (Fig. 3e and f, and ESI Fig. 44–46†). The
FEs in acidic electrolytes (pH ¼ 1 and 2) continuously decline
20044 | J. Mater. Chem. A, 2021, 9, 20040–20047
with current density from 0.25 to 1.25 mA cm�2, and the
maximum FEs are 6.72% at pH ¼ 1 and 7.50% at pH ¼ 2 at
�0.25 mA cm�2 (Fig. 3d and ESI Fig. 42 and 43†). According to
the literature,37 the hydrogen evolution reaction (HER: H+ + e/
1/2H2) is a side process during the NRR. In comparison to
alkaline and neutral counterparts (HER: 2H2O + 2e / H2 +
This journal is © The Royal Society of Chemistry 2021
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2OH�), the HER process works more favorably in acidic media
(HER: 2H+ + 2e / H2, ESI Fig. 47†) and consumes more elec-
trons that would otherwise take part in the NRR. Therefore, the
NRR in neutral/alkaline electrolytes outperforms acidic elec-
trolytes due to the HER being suppressed in media at pH$7. In
addition, the changes in NH3 yields and FE with applied
potential are also examined, and they are consistent with data
obtained from changes in current density (ESI Fig. 48 and 49†).

To understand the role of pH, we have plotted bar graphs
illustrating the relationship between the NRR activity and pH
(Fig. 3g and ESI Fig. 50†). Generally, the electrode demonstrates
excellent NRR activity at all pH values from 1 to 14. Both NH3

yield rates and FEs increase with pH from 1 to 12, achieving
maximum performance at pH ¼ 12 (79.20 mg h�1 mg�1 and
14.98%), with a slight decline at pH ¼ 14. Furthermore,
normalized by ECSA (ESI Fig. 51†), the NH3 yield of 2D In-MOF
is 1429.28 mg h�1 m�2, which is 2.41 and 3.26 times the yields of
InCd-MOF and Cd-MOF, respectively. To the best of our
knowledge, this NRR activity exceeds those of other reported
MOF NRR electrocatalysts thus far (Fig. 3h and ESI Table 3†).
The NRR performance is attributable to the excellent properties
of the In-MOF nanosheets, including the 2D architecture, high
specic surface area, and rigid structure, allowing for the wide
exposure of active sites and good stability over a wide pH range.
This can also be proved via examining the catalytic activity and
stability of Cd-MOF for comparison (Fig. 3i and ESI Fig. 52–55†).

To verify that the produced NH3 originated from N2 elec-
troreduction rather than external contamination, we conducted
isotope labelling experiments using acid and alkaline treated
15N2 as the feed gas. As shown in Fig. 3j, the as-generated
products were analyzed via 500 MHz 1H nuclear magnetic
resonance (NMR) spectroscopy, and they showed the typical
doublet signal of 15NH4

+ rather than the triplet peaks of 14NH4
+,

thus indicating that NH3 originated from the NRR. Further-
more, the concentration of 15NH4

+ can be quantied based on
the peak area, giving similar catalytic activity in comparison to
that obtained via the indophenol blue method (Fig. 3k). In
addition, control experiments, including the use of blank
carbon paper (CP, N2-saturated electrolyte, �0.5 mA cm�2) as
the working electrode, open circuit potential testing (OCP, 2D
In-MOF at N2-saturated electrolyte), and Ar gas-saturated elec-
trolyte testing (2D In-MOF at �0.5 mA cm�2), generate negli-
gible amounts of ammonia (ESI Fig. 56†). Further, 2D In-MOF
shows excellent durability. It can operate at a steady current
of 0.5 mA cm�2 for 12 h at pH values from 1 to 14 (Fig. 3l) with
negligible morphological, structural, and element ratio changes
(ESI Fig. 57–61 and ESI Table 1†). However, more C (72.4–
79.2%) has been detected in comparison to a pristine 2D In-
MOF nanosheet sample (51.6–56.7%), which originates from
the carbon substrate. All of the results specically conrm that
rigid 2D In-MOF nanosheets are promising candidates to act as
catalysts for large-scale nitrogen electroreduction to ammonia.
Mechanism study and discussion

To understand the origin of the electrocatalytic activity of 2D In-
MOF nanosheets for the NRR at all pH values, DFT calculations
This journal is © The Royal Society of Chemistry 2021
are carried out. According to the XRD patterns in Fig. 2a, the as-
formed In-MOF consists of alternating organic units (2,5-thio-
phenedicarboxylic acid group) and inorganic units (InO6),
where the carboxyl group of each ligand bridges two metal
atoms, and each metal ion coordinates with two opposite
carboxyl groups and four equatorial ethanol molecules. Further,
XPS studies (Fig. 2f–j) indicate that the material is composed of
In, S, O, and C as main components. Accordingly, the In-MOF
slab was built via cleaving a surface across a direction from
bulk In-MOF. The slab is a sandwich structure, with the top and
bottom layers containing indium atoms and the two layers
linked via thiophene acid groups (ESI Fig. 62†). Next, we
simulated the reaction pathway and Gibbs free energy changes
(DG) of the NRR promoted by In-MOF surfaces. The DG values
were calculated under standard conditions (0 �C, 100 kPa)
without consideration of pH, solvation effects, or external
potentials, which might be different from actual applied
potentials during electrochemical reactions. While we have
considered some parameters, like crystal box sizes (ESI Fig. 63†)
and van der Waals forces (ESI Fig. 64†), they show little effect on
the data in the present work.

Generally, the NRR proceeds through four types of mecha-
nisms: associative-distal, associative-alternating, dissociative,
and enzymatic pathways (Fig. 4 and ESI Fig. 65 and 66†).38,39 Our
systematic theoretical computation study reveals that In-MOF
can promote the NRR via an enzymatic mechanism on the
basis of this pathway having the lowest DG values in compar-
ison to its counterparts (Fig. 4 and ESI Fig. 65 and 66†). Firstly,
the NRR is illustrated as an N2 adsorption step followed by
subsequent binding with six protons and electrons (* + N2 /

*NN* / *HNN* / *HNNH* / *H2NNH* / *H2NNH2*

/*NH2 + NH3/* + 2NH3, Fig. 4a, b). Initially, the DG value for
N2 adsorption (*NN*) is 0.67 eV, which conrms feasible N2

activation on the catalyst. Next, the rst hydrogenation step
(*NN* + H+ / *HNN*) shows an energy barrier of 0.94 eV,
followed by the *HNN* intermediate capturing the second,
third and fourth (H+ + e) pairs to form *NHNH*, *H2NNH*, and
*H2NNH2* with DG values of �0.31, 0.33, and �1.85 eV,
respectively. Later, the highest energy barrier of 1.12 eV occurs
for the h hydrogenation and rst molecular NH3 production
step (*H2NNH2*/ *NH2 + NH3), which is considered to be the
potential determining step for the NRR. Finally, the *NH2

intermediate is hydrogenated via successively adsorbing one
(H+ + e) pair to produce one NH3 molecule with a corresponding
DG value of �0.83 eV.

Further, we have investigated the origin of the prominent NRR
activity of the 2D In-MOF nanosheets, which is associated with
their outstanding properties, particularly the rigid interior
structure allowing for robust stability at all pH values, the ultra-
thin 2D nanosheets providing highly exposed active sites, and the
strong interactions between metal nodes (In) and conductive
organic ligands boosting electrical conductivity. Firstly, the
remarkable rigid properties of the 2D In-MOF nanosheets mean
they can stably survive at different pH values, as veried by
a series of structural and morphological characterization tests
(Fig. 2 and ESI Fig. 22–27†). Specically, SEM and element
mapping images reveal little morphology change in In-MOF
J. Mater. Chem. A, 2021, 9, 20040–20047 | 20045
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Fig. 4 An electrocatalytic NRR mechanism study of the 2D In-MOF nanosheets. (a) Optimized structures for the enzymatic pathway. (b) The
Gibbs free energy changes for possible NRR pathways.
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nanosheets at different pH values (Fig. 1f–o and ESI Fig. 22 and
23†), while XRD, FT-IR, BET, TGA, and XPS studies conrm the
similar structure characteristics of In-MOF before and aer acid
and alkaline treatments (Fig. 2a–j). In addition, the In-MOF-
based electrode shows excellent electrochemical stability, even
aer long-term operation at different pH values, as characterized
via SEM, EDS, and XRD studies (ESI Fig. 57–61†).

Secondly, ultrathin (about 1.3 nm) 2D In-MOF nanosheets
with large lateral size can expose large quantities of active sites
to promote the NRR (Fig. 1f–j), which is evidenced based on
their large surface area of 61.62 m2 g�1 and pore volume of 0.46
cm3 g�1 (Fig. 2d and ESI Table 2†). This phenomenon is also
consistent with the electrochemically active surface area (ECSA)
measurements, where the 2D In-MOF nanosheets (90.57 cm�2)
exceed other counterparts, including In-MOF (30% Cd, 53.14
cm�2), In-MOF (40% Cd, 74.29 cm�2), InCd-MOF (50.57 cm�2),
and Cd-MOF (52.57 cm�2) (ESI Fig. 67 and 68†). In addition,
a uffy structure formed involving these 2D nanosheets (ESI
Fig. 57†) that can effectively prevent the dense packing of
nanosheets, thus facilitating the rapid transport of electrolyte
ions and N2 gas. This is revealed based on the obvious perfor-
mance differences between 2D In-MOF nanosheets and other
control samples, including In-MOF (30% Cd), In-MOF (40%
Cd), InCd-MOF (90% Cd), and Cd-MOF (100% Cd); the NRR
activities of these samples are 3.0, 6.0, 4.3, and 5.6 times
smaller, respectively, than that of In-MOF nanosheets (64.73 mg
h�1 mg�1 and 12.23%) (Fig. 3i and ESI Fig. 52†).

Thirdly, the excellent electrical conductivity is another
contributor to the superior NRR performance, which is veried
based on DFT calculations of the correlation ELF, which is
around 0.5, and the DOS energies at the Fermi level (Fig. 2k, l).
Electrochemical impedance spectroscopy (EIS) is also used to
demonstrate the conductivity. According to the Nyquist
diagrams shown in ESI Fig. 69,† the diameters of the semi-
circles indicate the charge-transfer resistance; the values for the
comparison samples In-MOF (30% Cd), In-MOF (40% Cd),
InCd-MOF, and Cd-MOF are roughly 5, 1.7, 2, and 4.7 times
larger, respectively, than that of the 2D In-MOF nanosheets.
20046 | J. Mater. Chem. A, 2021, 9, 20040–20047
Finally, the design of a ow-cell conguration can reduce the
transport resistance, facilitating the reaction kinetics at the
three-phase interface to promote the NRR. At the same time,
owing electrolyte can bring a large amount of N2 feedstock to
the catalyst surface and take away the generated NH3 suffi-
ciently quickly. According to chemical equilibrium theory, the
synthetic ammonia reaction (2N2 + 6H2O / 4NH3 + 3O2) shis
to the right, that is, more ammonia can be produced. This is
veried based on the obvious performance differences between
a ow-cell and H-cell. The NH3 yield rate and Faradic efficiency
of 2D In-MOF in a ow-cell are 64.73 mg h�1 mg�1 and 12.23% in
0.1 M Na2SO4 electrolyte, which are roughly 6.2 and 5.5 times,
respectively, those in a H-cell (ESI Fig. 70†).

Conclusions

In conclusion, based on a fast ion exchange and dissolution–
recrystallization mechanism, rigid 2D In-MOF nanosheets have
been successfully synthesized via a facile procedure under mild
reaction conditions. 2D In-MOF features many remarkable
properties, such as a rigid interior structure, ultrathin 2D nano-
layers, rich porosity, and excellent electrical conductivity. There-
fore, it can demonstrate outstanding nitrogen electroreduction
activity, high selectivity, and durable stability at all pH values.
Furthermore, DFT calculations reveal that the NRR promoted by
2D In-MOF follows an enzymatic mechanism across the entire
pH range, and the potential determining step was identied to be
*H2NNH2* / *NH2 + NH3. Note that the developed method-
ology is scalable and universal for the synthesis of other 2D MOF
materials, like Mn-MOF, and it is highly promising for the
application of MOFs in next-generation technology related to
areas such as electrochemical sensors, batteries, and fuel cells.
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