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Organic ultrathin semiconductor nanostructures have attracted continuous attention in recent years owing

to their excellent charge transport capability, favorable flexibility, solution-processability and adjustable

photoelectric properties, providing opportunities for next-generation optoelectronic applications. For

integrated electronics, organic ultrathin nanostructures need to be prepared as large-area patterns with

precise alignment and high crystallinity to achieve organic electronic devices with high performance and

high throughput. However, the fabrication of organic ultrathin nanostructure arrays still remains

challenging due to uncontrollable growth along the height direction in solution processes. In this review,

we first introduce the properties, assembly methods and applications of four typical organic ultrathin

nanostructures, including small molecules, polymers, and other organic–inorganic hybrid materials. Five

categories of representative solution-processing techniques for patterning organic micro- and

nanostructures are summarized and discussed. Finally, challenges and perspectives in the controllable

preparation of organic ultrathin arrays and potential applications are featured on the basis of their

current development.
1. Introduction

Organic semiconducting materials have attracted wide atten-
tion in the elds of optoelectronics, and sensing and wearable
devices, due to their low cost, exibility, high charge transport
efficiency and long carrier lifetime.1–3 Compared to their tradi-
tional inorganic counterparts, organic crystals with large areas
and high quality can be formed through solution processing
due to dynamic and reversible noncovalent bonding interac-
tions in organic molecules.4 Furthermore, organic semi-
conductors with designable molecular structures, tunable band
structures and programmable molecular stacking behavior
could be synthesized by exible arrangement of three bonding
modes (including single, double and triple bonds) and intro-
duction of diversied heteroatoms (such as nitrogen, oxygen,
uorine, silicon, phosphorus, sulfur, chlorine, selenium,
bromine, iodine and even metallic elements).5 Packing
arrangements and crystal morphologies result in enormous
differences in optoelectronic properties, which are greatly
affected by molecular structures with different C/H ratios,
substituents, and congurations. Therefore, organic molecules
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exhibit adjustable physical and chemical properties, including
conductivity, photoelectricity, ferroelectricity, and catalytic
activity and selectivity.6–10

Low-dimensional nanomaterials of semiconductors show
many unprecedented properties that are unattainable in their
counterparts, such as excellent mechanical strength, exibility
and high exposure of surface atoms, which are quite important
for device applications.11 Similarly, for organic semiconductors,
the reduction of the semiconductor layer canminimize material
consumption and provide remarkable opportunities for scaling
down the devices to realize excellent short channel devices.12

Organic ultrathin materials, especially, with the features of
molecular level thickness, involve assembling organic low-
dimensional nanostructures with long-range order. Owing to
their small thickness, they could achieve various electronic,
optical and chemical properties, including strong light-matter
coupling, high optical transparency and highly exposed active
surface.13–15 Furthermore, decreasing the semiconductor thick-
ness can inherently exclude the interlayer screening effect,
which would provide great promise for high-performance
optoelectronic properties.16,17 At present, ultrathin nano-
structures have been realized through designing various
organic materials, such as small molecules, polymers, metal–
organic frameworks (MOFs) and organic–inorganic hybrid
perovskites. Their growth is accessible by two approaches: the
introduction of strong epitaxial interactions and the use of
molecules with intrinsic planar conguration, which provide
high-performance in optoelectronics, catalysis and sensing. For
Nanoscale Adv., 2022, 4, 2399–2411 | 2399
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instance, the ultrathin active layer can reduce contact resistance
in eld effect transistors (FETs) and promote the realization of
high transit frequency for organic FETs, which will better realize
high-performance integrated devices.18,19

To achieve industrialization, fabrication of ultrathin organic
arrays with a large area, precise alignment, high crystallinity
and a tunable morphology is essential for the integration of
organic electronic devices. Fabricating organic nanostructure
arrays with a specic morphology can also realize the wide
application of integrated devices, such as sensitive sensors,20

logic computations21 and multifunctional micro-nano lasers.22

Recently, through patterning micro-droplets, an accurate
control of the crystal position and morphology was realized by
a series of techniques.23,24 However, to date, the regulation of
the crystallization process in most strategies is still limited,
especially in the height direction of arrays. Combining the
advantages of organic ultrathin nanostructures and well-
patterned arrays is of great importance to the commercial
development of integrated electronics and optoelectronics.
Consequently, summarizing recent developments in organic
ultrathin nanostructure arrays will boost development in this
signicant research area.

In this review, we highlight recent progress in organic
ultrathin nanostructure arrays, including materials, methods
and devices (Fig. 1). In the rst part, the fabrication of organic
ultrathin structures is introduced, involving several familiar
organic molecules. Then, recent developments in strategies
that have been developed for organic arrays are discussed and
described with comments on their characteristics. Among
them, we focus on the practical preparation method of organic
ultrathin arrays. Finally, a summary of current challenges for
organic ultrathin nanostructure arrays and their device
applications is discussed together with their future
perspectives.
Fig. 1 Summary of ultrathin structures, array fabrication techniques,
and their corresponding optoelectronic applications of organic
materials.

2400 | Nanoscale Adv., 2022, 4, 2399–2411
2. Organic ultrathin materials
2.1. Properties of organic ultrathin materials

Organic ultrathin materials exhibit many promising and
unprecedented physical and chemical properties owing to their
small thickness, attracting signicant research interest in
a wide range of areas, including photonics, electronics, bio-
sensing and catalysis.15,18,25 First, the relative atomic thickness
of tens or hundreds of nanometers endows organic ultrathin
materials with excellent exibility, optical transparency and
ultimate scalability, which are crucial for the construction of
next-generation novel applications.26 Second, quantum
connement effects with limited lateral dimensions for organic
ultrathin materials such as small molecules and organic–inor-
ganic hybrid perovskites facilitate fascinating photonic and
electronic properties; these materials are promising candidates
for promising practical applications toward light-emitting
diodes (LEDs),27 FETs,28 solar cells29 and sensors.30 Third, the
large specic surface areas and ultrahigh lateral size of organic
ultrathin materials render them good alternatives for surface-
related applications such as photocatalysis,31,32 electro-
catalysis33,34 and supercapacitors.35
2.2. Fabrication of ultrathin materials

2.2.1. Small molecules. Organic semiconducting small
molecules are carbon-based p-bonded conjugated compounds,
allowing charge conduction through the crystal in an applied
electric eld.36 Unlike inorganic crystals with strong chemical
bonds among atoms, these conjugated molecules with light
weight, high tunability and excellent adaptivity are assembled
via weak van der Waals forces (e.g. p–p interactions) ensuring
a bright future with prospective multifunctionality for novel
optoelectronics.37 Compared with their bulk states, ultrathin
organic semiconductor lms composed of a single molecular
layer or a small number of molecular layers could effectively
alleviate interlayer screening, thus offering an appropriate
system to directly exploit the effects of disorder and interfacial
properties on charge transport.38 Furthermore, both carrier
injection and modulation become efficient to improve the
performance of organic optoelectronics.25

Van der Waals epitaxy is suitable to precisely assemble
organic small molecule semiconductors to realize many opto-
electronic devices. This method takes advantage of the tunable
van der Waals force between the substrate and small molecules
to achieve layer-by-layer epitaxy of ultrathin semiconductors
with a well-dened number of layers and self-limited charac-
teristics at the liquid–solid, gas–solid, gas–liquid and liquid–
liquid interface (Fig. 2a, d, g and j). Cao et al. grew a 1,4-bis(4-
methylstyryl)benzene (p-MSB) two-dimensional (2D) single
crystal on thermally oxidized SiO2 on a Si substrate with
controllable thickness. By using a seed-epitaxial drop casting
technique, mono- or a few layers of 2D p-MSB crystal were ob-
tained on the substrate.39 Interestingly, the thickness of the rst
layer was different from the following layers, indicating
a special packing mode with an immanent tilt angle of 9� for the
interfacial p-MSB owing to its asymmetric molecular structure
© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 Ultrathin nanostructures of small molecules and polymers are synthesized by the interface-induced epitaxial assembly method. (a)
Schematic illustration of the liquid–solid interface. (b) AFM image of 1L p-MSB on SiO2/Si; the insets show the corresponding height profile across
the dashed lines. Transfer curve of a p-MSB FET device when the drain voltage is �80 V; the inset shows the optical microscopy image of the p-
MSB FET device.39 Adapted with permission from ref. 39. Copyright 2019, Springer Nature. (c) AFM image of the imine-linked 2D polymers named
TpBD and the membranes with excellent rejection rates and remarkably high water permeances.51 Adapted with permission from ref. 51.
Copyright 2020, Royal Society of Chemistry. (d) Schematic illustration of the gas–solid interface. (e) AFM image of the 1L C8-BTBT film on
graphene and output characteristics of the PTCDA/C8-BTBT heterojunction.41,42 Adapted with permission from ref. 41. Copyright 2014, Springer
Nature. Adapted with permission from ref. 42. Copyright 2016, American Chemical Society. (f) STM images of molecules on Au(111): 2D polymers
appear after heating the sample to 250 �C.53 Adapted with permission from ref. 53. Copyright 2012, Springer Nature. (g) Schematic illustration of
the gas–liquid interface. (h) AFM image of the 2D TFT-CN film and the P and D* of the phototransistors as a function of the incident light
intensity.44 Adapted with permission from ref. 44. Copyright 2018, John Wiley and Sons. (i) AFM image of the 2D BECOF-PP film on a Si/SiO2

substrate and learn-erase/learn-forget cycles of the 2D BECOF-PP/SiNW hybrid device.56 Adapted with permission from ref. 56. Copyright 2020,
John Wiley and Sons. (j) Schematic illustration of the liquid–liquid interface. (k) AFM image of bilayer C8-BTBT on a SiO2/Si substrate. Transfer
characteristics at a drain voltage of�20 V; the inset shows the optical microscopy image of the 2DC8-BTBT FET.47 Adaptedwith permission from
ref. 47. Copyright 2016, John Wiley and Sons. (l) AFM image of the 2DPTTI film and representative transfer curves of 2DPTTI-based transistors.58

Adapted with permission from ref. 58. Copyright 2020, John Wiley and Sons.

Minireview Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

9 
kv

tn
a 

20
22

. D
ow

nl
oa

de
d 

on
 2

5.
02

.2
02

6 
22

:2
0:

55
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
(Fig. 2b). Furthermore, the authors successfully applied the p-
MSB 2D crystal onto a planar p-type FET with an on/off ratio up
to �106 and a high mobility of 0.226 cm2 V�1 s�1. The linear
output curves at low Vd indicate excellent charge injection.

Wang et al. demonstrated that high-quality ultrathin lms of
organic small molecules, such as dioctylbenzothiophene (C8-
BTBT) and pentacene, can be grown on a graphene or boron
nitride substrate via solid–gas interface van der Waals epitaxy,
with precisely controlled thickness down to monolayer, large-
area single crystals, simple preparation and patterning capa-
bility.40–42 The C8-BTBT lm is epitaxially grown on graphene
through physical vapor transport, where the C8-BTBT-substrate
binding energy (BE) depends on the substrate. Fig. 2e shows an
atomic force microscope (AFM) snapshot of the C8-BTBT lm
during epitaxy growth. The crystals preferentially grew on
© 2022 The Author(s). Published by the Royal Society of Chemistry
graphene, in a layer-by-layer fashion with atomic smoothness.
Planar OFETs based on epitaxial C8-BTBT crystals on insulating
BN with a monolayer thickness (�1.7 nm) exhibit several
features of ideal OFETs with linear Ids

1/2–Vg characteristics in
the linear (saturation) regime and negligible hysteresis. m at
room temperature could reach up to �10 cm2 V�1 s�1, higher
than previously reported values for monolayer OFETs (in the
range of �10�6–0.1 cm2 V�1 s�1). This technique can also be
applied to build a graphene/(perylene-3,4,9,10-tetracarboxylic
dianhydride)PTCDA/C8-BTBT/Au heterojunctions, showing
excellent rectifying I–V characteristics with a rectifying ratio
over 1000 at room temperature. The I–V characteristics were
described by a standard diode model with a series resistance.
The derived factor of 1.27 conrms the presence of a nearly
ideal heterointerface.
Nanoscale Adv., 2022, 4, 2399–2411 | 2401
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Recently, Hu's Group developed a facile and general method
named “solution epitaxy” to grow 2D crystals of organic semi-
conducting small molecules at the water–air interface.43 Wang
et al. successfully prepared millimeter-sized 2D crystal lms of
n-type organic semiconductors (a furan-thiophene quinoidal
compound, TFT-CN) on the surface of water; their thickness is
below 5 nm (Fig. 2h).44 An outstanding eld-effect electron
mobility and high on/off ratio based on TFT-CN were obtained
in air. Meanwhile, ultrasensitive near-infrared organic photo-
transistors were also obtained; the photocurrent on/off ratio
and detectivity can reachz5� 105 and 6� 104 Jones attributed
to low dark current Id z 0.3 pA. Zhu et al. reported high-
performance and well-balanced ambipolar OFETs; TFT-CN and
2,6-bis(4-hexylphenyl)anthracene (C6-DPA) grown on the water
surface were used as the p-type and n-type architype semi-
conductors, respectively.45 Subsequently, Yao et al. replaced
water with high-viscosity glycerin and large-area quasi-free-
standing 2D small molecule crystals from the bulk down to the
monolayer limit were prepared.46

A liquid–liquid interface was also employed for the epitaxial
growth of organic semiconductor molecules. For example, Hu
et al. employed an ideal water–oil epitaxy interface to fabricate
large area and high quality organic ultrathin crystals.13 Wang
et al. also assembled C8-BTBTmolecules into precisely ultrathin
layer-dened structures in a mixture solvent of anisole and
immiscible p-anisaldehyde.47 The mixture solution was drop-
cast onto the SiO2/Si substrate, and a mechanical pump
generated an airow on top of the droplet, dragging the droplet
to move at a speed of z6 mm s�1. Near the solution edge, the
evaporation-driven ow of the good solvent leads to a coffee-
ring effect on the antisolvent, providing a dened location for
the crystallization of C8-BTBT molecules with a high crystal
growth rate. With solution edge sliding, C8-BTBT lms with 2D
material features were formed immediately. The exposed
monolayer C8-BTBT generally consists of small patches in sub-
micrometre sizes and the bilayer C8-BTBT exhibits uniform thin
lms with a thickness of approximately 5.3 nm (Fig. 2k). The
transfer characteristics of the device with the bilayer C8-BTBT
result in a high eld-effect m of 5.2 cm2 V�1 s�1. The device also
yields a high on/off ratio of 106, a near-zero threshold voltage
(Vth) �3 V, and a low subthreshold swing of 0.4 V dec�1.

2.2.2. Polymers. Polymers are organic semiconductors in
that they are carbon-based systems with extended conjugation
along the polymer backbone. This class of materials comprises
repeated units of conjugated monomers, with tunable opto-
electronic properties based on the monomer molecular struc-
ture. 2D polymers that are laterally innite, one atom- or
monomer-unit thin, free-standing, covalent networks with long-
range order along two orthogonal directions have attracted
intense attention in recent years due to their wide application in
electronics, membranes and sensing.48–50

Similar to small molecules, the rational design of well
oriented ultrathin polymer nanostructures nowadays mainly
focuses on interface-induced epitaxial assembly (Fig. 2a, d, g
and j). Through liquid–solid interface reactions, Shi et al. pre-
sented an exfoliation-free approach for preparing few-layered
2D polymer nanosheets.51 NaCl particles as sacricial substrates
2402 | Nanoscale Adv., 2022, 4, 2399–2411
were added into the reaction system to create billions of solid–
liquid interfaces. By adjusting salt sizes and growth conditions,
polymerization was exclusively conned to salt surfaces leading
to yield large numbers of ultrathin nanosheets with the thick-
ness down to a few nanometers. As shown in Fig. 2c, the imine-
linked 2D polymers named TpBD with thicknesses �4.3 nm
were prepared; the membranes based on these thus-obtained
2D polymers exhibit remarkably high water permeances and
tight selectivity much higher than that of other membranes.

The gas–solid interface is also employed to fabricate ordered
2D polymer nanostructures. In this eld, reactions are typically
conducted in an ultrahigh vacuum within the cavity of a scan-
ning tunneling microscope (STM); at heating metal crystal
substrates such as Au, Cu and Ag are widely used.13 Inspired by
the Ullmann coupling reaction, Grill et al. rst reported in 2007
that covalently bound molecular nanostructures can be formed
on a gold surface.52 In order to improve the quality of 2D poly-
mers, they also developed a sequential growth strategy by the
selective and activation of specic sites.53 Due to different
reactivities, linear chains of porphyrin molecules were created
on heating to 120 �C and then 2D architectures were formed
aer heating to 250 �C on Au(111) (Fig. 2f). Although the gas–
solid interface strategy has made considerable progress, strict
reaction conditions and low surface coverage greatly limit their
further applications.

In comparison with the gas–solid interface, the gas–liquid
interface is more favorable for synthesizing 2D polymer nano-
sheets because it does not require complex reaction conditions
and expensive equipment. Moreover, it can provide an atomically
at surface on a large scale and dynamic reaction environment to
produce large-area 2D polymer nanosheets. Recently, Wang et al.
reported the preparation of self-assembled ultrathin polydop-
amine (PDA) lms at an air–water interface.54 In the last three
years, Feng's Group had also reported some studies of synthe-
sizing 2D polymers on the water surface.55–57 For example, they
reported the synthesis of crystalline 2D polyimine lms by
employing a surfactant-monolayer-assisted interfacial synthesis
(SMAIS) at the gas–liquid interface.56 As show in Fig. 2i, few-layer
2D boronate ester covalent organic framework (BECOF) lms
composed of porphyrin macrocycles and phenyl (2D BECOF-PP)
were obtained. A bio-inspired system to mimic neuronal
synapses composed of 2D BECOF-PP lms on a silicon nanowire-
based eld-effect transistor was built, and displayed a learning-
erasing-forgetting memory process.

A liquid–liquid interface comprising two immiscible
solvents can also provide a conned reaction zone for the
construction of 2D polymer nanosheets. Due to the uidity of
liquid, large-area monolayer 2D polymer nanosheets can be
obtained by the liquid–liquid interface strategy. One typical
example is to synthesize 2D polytriethyltriindole (2DPTTI)
through a Suzuki reaction between 2,7,12-tribromo-5,10,15-
triethyltriindole (2-BrTTI) and 1,4-benzenediboronic acid dipi-
nacol ester (BADE) monomers at a toluene–water interface at
room temperature, which was reported by Li et al. in 2020.58 By
adjusting the experimental conditions, the obtained 2DPTTI
lm thickness can be scaled down to 2.5 nm and the lms
exhibited typical p-type transporting performance (Fig. 2l).
© 2022 The Author(s). Published by the Royal Society of Chemistry
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Except for immiscible organic–aqueous interfaces, Li et al. re-
ported the rst example of growing 2D polymer nanosheets at
the interface of twomiscible organic solvents.59 By adding a low-
density solvent interlayer as a buffer layer between two miscible
solvents, super-large size and high-quality 2D nanosheets with
a smooth surface were obtained.

2.2.3. MOFs. MOFs constructed by coordination bonds
between metal ions or clusters and organic ligands have
emerged as a class of porous materials and drawn tremendous
attention.60,61 Compared to traditional bulk MOF crystals,
ultrathin MOF nanostructures are receiving broad research
interest because of their structural diversity, rich catalytic active
sites and larger surface area.62,63

To date, many efficient synthetic methods have been devel-
oped to synthesize ultrathinMOF nanostructures. In general, all
synthesis methods can be classied as top–down and bottom–

up methods (Fig. 3a and b).64 The top–down method, mainly
containing sonication exfoliation, mechanical exfoliation and
chemical exfoliation, is a processing method which exfoliates
layered bulk MOFs into monolayer or few layers materials.65 The
Fig. 3 Schematic illustration of the preparation of (a) ultrathin MOFs an
perovskites by bottom–up methods.64,80 Adapted with permission from r
ref. 80. Copyright 2020, Springer Nature. (d)–(f) hMOF-1 nanosheet-b
permission from ref. 70. Copyright 2019, American Chemical Society.
device fabricated on exfoliated monolayer flakes.77 Adapted with permis

© 2022 The Author(s). Published by the Royal Society of Chemistry
coordinate bond in bulk MOFs is much stronger than the weak
interaction between neighboring layers; based on this, the key
principle of the top–down method is resorting to either the
external forces to directly break the weak interactions (i.e. van
der Waals forces or p–p stacking) or the introduction of inter-
calated molecules to weaken the interactions. In contrast, the
bottom–up approach is a self-assembly method for directly
obtaining ultrathin MOFs by assembly of metal ions and
organic ligands. For obtaining ultrathin MOFs, the major
technical challenge is how to promote growth in the lateral
direction while arresting in the vertical direction. As shown in
Fig. 3b, the foremost synthesis methods of ultrathin MOFs
include interfacial synthesis, modulated-assisted synthesis and
surfactant-assisted synthesis.64,66 Interfacial synthesis is broadly
applied to prepare ultrathin MOFs by the reaction of metal ions
and organic ligands at the conned interface, including the gas/
liquid interface, liquid/liquid interface and liquid/solid inter-
face. Modulated-assisted synthesis is also usually employed in
the production of ultrathin MOFs. Modulators with surfactants
and small molecules can selectively adsorb on the surface of
d perovskites by top–down methods, and (b) ultrathin MOFs and (c)
ef. 64. Copyright 2020, Springer Nature. Adapted with permission from
ased axial coordination platform for DNA detection.70 Adapted with
(g)–(i) (C4H9NH3)2(CH3NH3)3Pb4I13 (n ¼ 4) perovskite photodetector
sion from ref. 77. Copyright 2018, Springer Nature.

Nanoscale Adv., 2022, 4, 2399–2411 | 2403
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metal nodes or coordinate competitively with metal nodes to
regulate the lateral direction growth of MOFs. Template-assis-
ted synthesis is a kind of physical conning method, which
refers to the introduction of appropriate templates in producing
ultrathin MOFs.

Due to the unique physical and chemical properties of
ultrathin MOFs, they have widespread application prospects in
many elds, such as sensing,67 gas separation68 and catalysis.69

For instance, Wong et al. obtained easily Hofmann-type MOF
(hMOF) monolayer nanosheets via a top–downmethod (Fig. 3d–
f),70 and hMOF nanosheets as an axial coordination platform for
DNA detection exhibited excellent quenching ability to uo-
rophores via a ligand-to-metal charge-transfer mechanism.

2.2.4. Organic–inorganic hybrid perovskites. Organic–
inorganic hybrid perovskites have received considerable
research attention as a prospective semiconductor due to their
unique excitonic properties and impressively high performance
in photovoltaics and optoelectronic devices.71–73 Beyond three-
dimensional (3D) hybrid perovskites, the newly emerging 2D
Ruddlesden–Popper perovskites (RPPs) as representative
examples of layered materials have received increasing atten-
tion due to their better environmental stability.74 It is under-
stood that ultrathin nanostructures exhibit unique features
compared to their corresponding bulk counterparts.75,76 There-
fore, the controllable preparation of ultrathin perovskites has
attracted growing attention and is of great signicance for high-
performance optoelectronic devices.

To date, several practical methods have been used for the
preparation of ultrathin hybrid perovskites. On account of their
van der Waals stacked structure, 2D RPPs can be exfoliated
down to few and single layers via mechanical or chemical
exfoliation (Fig. 3a).77,78 Besides, the solution-phase method has
been developed and widely used via solvent evaporation
(Fig. 3c).79,80 Epitaxial growth is a two-step method using
a combined solution process and vapor-phase conversion
method to grow ultrathin 2D hybrid perovskite with spatial
precision and adjustable thickness (Fig. 3c). In previous reports,
the controlled 2D PbI2 was prepared as the template, and then
ultrathin 2D CH3NH3PbI3 perovskite nanocrystals were
successfully prepared through gas–solid-phase intercalation of
CH3NH3I molecules.75

Hybrid perovskites with a few-unit-cell or molecular-scale
thickness allows better gate electrostatics and more efficient
carrier extraction when they are used as photodetectors.80,81

Recently, Leng et al. synthesized large-sized crystals of (CH3(-
CH2NH3 (CH3NH3)n�1Pbn)3)2I3n+1 (n ¼ 1, 2, 3, 4); subsequently,
large-sized monolayers were obtained mechanically exfoliated
from the corresponding bulk single crystals.77 Moreover,
a highly efficient photodetector was fabricated using a molecu-
larly thin n ¼ 4 RPP crystal, possessing a high responsivity and
detectivity value (Fig. 3g–i).

3. Organic nanostructure arrays
3.1. Advantages of organic arrays

Organic arrays are the most ideal and indispensable building
units for large-scale and high-performance organic photonic
2404 | Nanoscale Adv., 2022, 4, 2399–2411
and electronic circuits, as well as the key substructure for the
fabrication of novel and ultra-efficient optoelectronics devices.
Organic one-dimensional (1D) arrays can not only function as
component devices, but also as irreparable connections
between each device unit, owing to their signicant advantages
in geometry control, mechanical exibility and solution proc-
essability.82,83 Remarkably, long-range order and high crystal-
linity organic 1D architectures exhibit suppressed grain
boundaries, long carrier transport ability and high-performance
stability, which have been validated to enhance optical and
electrical performance and push the realm of exible photonics/
electronics forward. However, the assembly of high-quality
organic arrays especially for ultrathin arrays faces many chal-
lenges, such as indeterministic alignment, poor-quality crys-
tallography and limitation of material lateral dimensions.
Currently, methods for fabricating organic arrays can be divided
into two categories: physical vapour transport (PVT) strategies
and solution-processing techniques. It is necessary to point out
that the traditional PVT method use patterned nanoseeds to
target organic semiconductors, but there are challenges in the
fabrication of 1D andmore complex patterned structures.84–86 In
the follow-up, some modied PVT methods have also been
developed to control the growth of organic nanostructures, such
as a guided PVT technique by pillar-structured substrates.87

Compared with PVT strategies, solution-processing techniques
are more exible and practical. In recent decades, many tech-
niques including droplet-pinning,88–91 inkjet printing,17,92

nanoimprinting lithography,93,94 dip-pen nanolithography,95,96

solution shearing21,97,98 and capillary-bridge lithography99,100

have been developed to achieve the scale-up and controllable
preparation of organic nanostructure arrays with integrated
functions. In this section, we highlight and introduce ve main
solution-processing patterning strategies for fabricating
organic architectures.
3.2. Solution processes for patterning

3.2.1. Inkjet printing. Inkjet printing is a typical direct
writing method (Fig. 4a), which precisely deposits different
organic micro and nanomaterials into integrated multifunc-
tional patterns in a non-contact, maskless and cost-effective
technique, has received considerable attention in recent
years.101–103 For example, Li et al. realized matrix green LEDs
from a stable FA0.3Cs0.7PbBr3 perovskite quantum dot (PeQD)
ink with optimized octane by using the inkjet printing tech-
nique, as show in Fig. 4b, which may suggest a possibility of
making perovskite quantum dot displays by using this tech-
nique.104 Fang et al. fabricated patterned liquid crystalline (LC)
lms via inkjet printing for achieving high-performance organic
integrated circuits.105 The patterned C8-BTBT LC lm-based 7�
7 OFET array was realized, which has 100% die yield and shows
a maximum mobility up to 9.33 cm2 V�1 s�1 (Fig. 4c and d).

3.2.2. Nanoimprinting lithography. Nanoimprinting
lithography (NIL) offers a simple and rapid replication process
by transferring a uniform and precise nanoscale pattern shape
of a mold on the surface, followed by removal of the mold
(Fig. 4e).93,106,107 The obtained patterns can be as small as sub 10
© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 (a) The schematic diagram of inkjet printing. (b) Light-on image of inkjet-printed matrix PeQD-LEDs with a bias of 4 V.104 Adapted with
permission from ref. 104. Copyright 2020, JohnWiley and Sons. (c) and (d) Polarized optical microscope (POM) image of the patterned C8-BTBT
LC film-based 7 � 7 OFET array and extracted mobility as a function of Vg.105 Adapted with permission from ref. 105. Copyright 2021, John Wiley
and Sons. (e) The schematic diagram of nanoimprint lithography. (f) Low-magnification m-PL image of hni ¼ 6 RPP microring arrays, (g) m-PL
image recorded above the lasing threshold, (h) spatially resolved m-PL spectra recorded from microring 8 labeled in (g) as a function of P.111

Adapted with permission from ref. 111. Copyright 2018, John Wiley and Sons. (i) The schematic diagram of dip-pen nanolithography. (j) The
overlay fluorescence image presents the distribution of Oregon Green 488 WGA and AMCA rabbit anti-goat IgG (H + L) and spots printed
sequentially with PPL along the substrate.117 Adapted with permission from ref. 117. Copyright 2017, John Wiley and Sons. (k) Merged-channel
confocal fluorescence image of tricolor nanocrystal pixel arrays composed of MAPbI3 (red), MAPbBr3 (green), and MAPb(Br0.4Cl0.6)3 (blue) with
PPL, (l) current–voltage curves for a MAPbBr3 nanocrystal in the dark (red) or illumined by a 455 nm LED light of�3.6 mW cm�2 (blue).118 Adapted
with permission from ref. 118. Copyright 2017, Advancement of Science. (m) The schematic diagram of solution shearing. (n) Cross-POM image
of solution-sheared TIPS-pentacene thin films, formed with a shearing speed of 1.6 mm s�1.119 Adapted with permission from ref. 119. Copyright
2011, Springer Nature. (o) Cross-POM image of TIPS-pentacene thin films solution-sheared using an AHPCS shearing blade with a micro-
structure dimension of 10 mm, and (p) comparison of the average mobility of FET solution-sheared with different microstructure dimensions.124

Adapted with permission from ref. 124. Copyright 2018, John Wiley and Sons.

Minireview Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

9 
kv

tn
a 

20
22

. D
ow

nl
oa

de
d 

on
 2

5.
02

.2
02

6 
22

:2
0:

55
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
nm, which retains the nanoscale resolution of the mold.94 In the
past few decades, NIL has evolved into a series of methods to
reduce the harsh conditions and achieve larger pattern areas,
including UV-curable NIL, thermal NIL, laser-assisted NIL and
room-temperature NIL.94,108,109 Recently, Oh et al. developed
scalable, simple, and inexpensive dissolvable template nano-
imprinting lithography (DT-NIL).110 They replicated cicada
wings which have surface nanofeatures of�100 nm in height by
using the DT-NIL method, which demonstrates that the method
can achieve scalable replication of a range of natural and
engineered surfaces with complex surface topographies. In
© 2022 The Author(s). Published by the Royal Society of Chemistry
addition to the rigidmold, an elastomeric stamp with nanoscale
patterns can be used as the so mold of the NIL. Zhang et al.
fabricated high-density large-area RPP microring laser arrays
with a well-controlled size and shape by using a facile poly-
dimethylsiloxane (PDMS) template-conned solution growth
method (Fig. 4f–h).111 The obtained lasing spectra were almost
identical to different microrings, accompanied by a similar low
lasing threshold and high-quality factor (Q z 2600).

3.2.3. Dip-pen lithography. Dip-pen nanolithography
(DPN), invented by Mirkin's Group in 1999, is a novel scanning
probe-based technique that can be used to write “inks” directly
Nanoscale Adv., 2022, 4, 2399–2411 | 2405
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on an underlying substrate.112 In simple terms, DPN is funda-
mentally a patterning process which utilizes AFM tips for
material transport; “inks” are then transferred from the tip to
the substrate by physical or chemical adsorption (Fig. 4i). Thus,
it has imparted this technology good compatibility with various
so and hard materials, opening up more possible applica-
tions.113,114 In particular, to enhance DPN parallelization for
high throughput, polymer pen lithography (PPL) was proposed
based on a novel “cantilever-free” printing concept, which
contains the advantages of cantilever-based DPN and micro-
contact printing.115,116 Agusil et al. selectively printed different
biomolecule patterns onto functionalized substrates for fabri-
cating highly anisotropic suspended planar-array chips by using
PPL, as presented in Fig. 4j.117 Meanwhile, using the PPL tech-
nique with high resolution and high spot density increases the
miniaturization of chips by two orders of magnitude compared
to other fabrication methods, which presents a cornerstone for
accurate bioanalysis. Du et al. reported a novel method of using
PPL to synthesize compositionally diverse halide perovskite
nanocrystal arrays spanning square centimeter areas.118 The
synthetic nanocrystalline arrays can construct RGB pixels and
miniaturized solar cells based on single nanocrystals (Fig. 4k
and l), which potentially paves the way toward the development
of optoelectronic devices, such as multicolor optical displays
and light-harvesting devices.

3.2.4. Solution shearing. Solution shearing, rst intro-
duced by Bao's Group,119,120 is also proposed as an effective
patterning method for producing aligned organic crystals over
a large area. In this method, an organic semiconductor solution
droplet is conned between a movable top shearing blade and
a temperature-controlled substrate, as shown in Fig. 4m. By
moving the blade at a xed speed relative to the substrate, only
the evaporation front of the solution is exposed, and aligned
organic crystals along the shearing direction were depos-
ited.121,122 Due to the kinetic properties of the method, Bao's
Group observed metastable molecular packing motifs in
ribbon-like 6,13-bis(triisopropylsilylethynyl)pentacene (TIPS-
pentacene) by using this method (Fig. 4n), which greatly
enhanced charge transport as a result of the change of the
intermolecular p–p stacking distance.119 Apart from a rigid
blade, through modifying solution shear technology, plastic
materials were exploited instead of rigid materials.123 In
particular, Kim et al. introduced the use of allylhy-
bridpolycarbosilane (AHPCS), an inorganic polymer, for solu-
tion shearing as the microstructured blade, which has good
stability in various organic solvents, can be microstructured via
using a simple so-lithography process, and has high
mechanical exibility and durability.124 TIPS-pentacene thin
lms solution-sheared using an AHPCS shearing blade with
a microstructure dimension of 20 mm are shown in Fig. 4o. The
average mobility of eld-effect transistors solution-sheared with
different microstructure dimensions are shown in Fig. 4p,
which shows an increasing trend in eld effect mobility with
increasing microstructure dimensions.

3.2.5. Capillary-bridge lithography. To control the dewet-
ting process of organic liquids, our group developed a universal
capillary bridge lithography method to fabricate micro/
2406 | Nanoscale Adv., 2022, 4, 2399–2411
nanoarrays based on various materials, including organic small
molecules,22,99 polymers,125,126 metal-halide perovskites127,128 and
colloid nanoparticles,129,130 by employing asymmetric-wetta-
bility topographical templates with lyophilic top and lyophobic
sidewalls (Fig. 5a). The receding of the triphase contact line
(TCL) in the dewetting process is strictly modulated by asym-
metric-wettability micropillars, forming individual capillary
bridges pinned onto the tops of micropillars. These discrete
capillary bridge arrays provide a conned space for the
controlled nucleation and growth of organic microcrystals.
Fig. 5b presents a uorescence microscopy image of organic 1D
arrays, demonstrating high-quality and large-area organic
architectures with a homogenous size and precise position.
Furthermore, the TEM image in Fig. 5c exhibits the high-crys-
tallinity nature and the [010] growth direction of organic 1D
crystals.99 Also by utilizing this assembly method, we fabricated
2D-perovskite single-crystalline nanowire arrays with a pure
(101) crystallographic orientation, which possessed high resis-
tance in the interior but high photoconductivity at edges.20

Benetting from these single-crystalline perovskite nanowires,
ultrasensitive photodetectors with peak responsivities
exceeding 1.5 � 104 A W�1 and detectivities exceeding 7 �
1015 Jones were demonstrated (Fig. 5d), which are remarkably
higher than previous reports. A Stokes photodetector based on
single-crystalline nanowires of chiral 2D perovskites fabricated
by this method integrates linearly polarized and circularly
polarized light detection, simultaneously.131 The single-crystal-
linity and pure crystallographic orientation of 2D-perovskite
nanowires permitted highly efficient carrier transport within
the 1D structure, resulting in a responsivity of 47.1 A W�1 and
a detectivity of 1.24 � 1013 Jones (Fig. 5e). Progress in the
development of near-infrared (NIR) lasers based on organic
materials is severely restrained by the difficult formation of
a high-efficiency four-level energy system and low stimulated
emission owing to intrinsic quenching transition in the NIR
region.132 Therefore, in our work, we rst reported the multi-
mode lasing emission at 775 nm based on organic single-crys-
talline nanowire arrays with the length of 70 mm. Fig. 5f exhibits
the PL spectra at increasing pump densities with a narrow
spacing Dl of 0.6 nm, indicating the well-performing lasing
performance of our as-assembled organic 1D arrays. Conven-
tional optical vapor sensors with solvatochromic shi mecha-
nisms suffer from the risk of lower sensitivity due to weak
interactions. Thus, we combined aggregation-induced emission
(AIE) molecules with polymers to form a polymer/AIE arrays as
a vapor sensor to mitigate this issue (Fig. 5g). The as-fabricated
polymer/AIE microwires realized the successful classication
and identication of different organic vapors with good stability
and reproducibility.133 Our research paves the way for the real-
ization of multifunctional optoelectronic devices and the inte-
gration of organic photonic circuits.

To assemble high-quality organic ultrathin structures, we
employed pressure between the periodically arranged micro-
pillars and at substrate to further manipulate this capillary-
bridge-mediated assembly.134 The nano-conned space between
micropillars' tops and the substrate suppress the vertical
growth of organic crystals, whereas the growth of crystals
© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 Fabrication of organic architectures utilizing a capillary bridge lithography assembly system. (a) Schematic illustration of the dewetting
process of organic 1D structure arrays on the micropillar-structured template with asymmetric-wettability. (b) and (c) The morphology and
crystallization of organic arrays present high-quality 1D crystals with strict alignment, a precise position and single-crystalline nature.99 Adapted
with permission from ref. 99. Copyright 2017, John Wiley and Sons. (d) Fabrication of 2D perovskite nanowire photodetectors. Statistics of
specific detectivities of n ¼ 2–5 nanowires at modulation frequencies of 10 Hz and 30 Hz, respectively.20 Adapted with permission from ref. 20.
Copyright 2018, Springer Nature. (e) Fabrication of chiral 2D-perovskite Stokes photodetectors, which integrating linearly and circularly polarized
light detection simultaneously. Wavelength-dependent detectivities of 2D perovskite nanowire photodetectors.131 Adapted with permission from
ref. 131. Copyright 2021, American Chemical Society. (f) Fabrication of organic microlasers. PL spectra collected from an individual nanowire (L¼
70 nm) excited at different pump intensities.132 Adapted with permission from ref. 132. Copyright 2020, Elsevier. (g) Fabrication of organic
microwire optical vapor sensors. Fluorescence intensity variation plots exhibit similar organic vapors identification.133 Adapted with permission
from ref. 133. Copyright 2018, Springer Nature. (h) Scheme of the fabrication of organic 1D ultrathin crystals growing in the confined space. (i)
Morphology tailoring induced by confined crystallization of organic ultrathin nanostructured arrays with different tunable shapes. (j) The
thickness control of organic nanowires by tuning different pressures and solution concentrations.134 Adapted with permission from ref. 134.
Copyright 2019, Springer Nature.
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remains free along the other two dimensions (Fig. 5h). By
employing this nano-conned capillary bridge lithography
method, we successfully realized the fabrication of ultrathin
nanostructure arrays based on diversied solution-processable
materials with the minimum height of 8.3 nm (ve molecular
layers of TIPS-pentacene) and programmable geometry,
including circles, squares, pentagons and hexagons (Fig. 5i). To
gain further insight into the fabrication of organic ultrathin
nanowires controlled by pressure and the solution
© 2022 The Author(s). Published by the Royal Society of Chemistry
concentration, we performed the statistics of the average height
of nanowires by tailoring the pressure ranging from 5.5 to 14
MPa and the concentration ranging from 1 to 5 mg mL�1

(Fig. 5j). We suppose that this nano-conned capillary bridge
lithography method proves the feasibility of organic ultrathin
architectures and opens up an opportunity to construct tunable
and designable ultrathin organic nanostructures with high
optoelectronic performance for organic integration circuits.
Nanoscale Adv., 2022, 4, 2399–2411 | 2407
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4. Conclusion and outlook

To date, impressive progress has been achieved in the areas of
organic ultrathin nanostructures and organic crystal arrays
from materials and methods to next-generation electronic/
optoelectronic device applications. Decreasing the thickness of
organic semiconductor crystals down to few or even monolayers
provides the advantages of low contact resistance, and
enhanced light response and gas sensing performance.18

Currently, patterned organic semiconductor crystals have been
successfully applied in high-integration devices such as FET
arrays, logic circuits, active matrix displays and sensor
arrays,135,136 which can not only guarantee device uniformity and
reproducibility, but can also reduce cross-talk between neigh-
boring devices.137 However, as a young and exciting research
eld, organic ultrathin arrays still present challenges and only
have a few reports at present,21,33,124,134,138,139 and are far from
mature. For this, improvement of patterning strategies is urgent
to prepare organic ultrathin arrays with precise alignment, high
crystallinity and a tunable morphology.

As central building blocks of organic electronics, the devel-
opment of FETs can create great potential for high-performance
integrated devices. For organic ultrathin FET arrays, the reduced
contact resistance and well-patterned organic semiconductor
crystals provide opportunities for scaling down the devices.
Meanwhile, low contact resistance can promise not only an
accurate extraction of the mobility140 but also a trustworthy study
of the temperature-dependent FET performance.141 In addition,
the sensitivity of a sensor can be enhanced with decreasing the
thickness of organic semiconductor crystals, and its response
time can be simultaneously shortened.138 This is because the
ultrathin layer allows the direct contact of the accumulation
region through external stimulation rather than diffusion. Thus,
organic ultrathin FET arrays based on the integration of various
organic semiconductor crystals are excellent platforms to
improve the selectivity of gas analytes due to the interactions
between gas analytes and different organic semiconductor crys-
tals with unique characteristics.142,143 Besides, organic semi-
conductor materials have the inherent advantage of
compatibility with exible substrates, and thin organic semi-
conductor crystals are desirable to reduce the bend-induced
strain.144 Therefore, organic ultrathin arrays are highly desirable
for the application of next-generation wearable and retractable
devices. Representative integrated devices have been successfully
validated over the past few years due to the development of
fabrication techniques, but these studies are still in their early
stages.21,139 First, for the assembly of ultrathin arrays, current
strategies are limited to fabricate complex patterns towards
integrated devices, which could only achieve ultrathin arrays
with oriented alignment. Meanwhile, the manufacturing of
ultrathin arrays with high-resolution, high-quality and control-
lable molecular-layer numbers remains a challenge. Conse-
quently, greater effort should be expended to explore and
develop new patterning technologies through one step. Typical
methods of patterning organic ultrathin materials employ the
“top–down” strategy, especially for the two-step fabrication
2408 | Nanoscale Adv., 2022, 4, 2399–2411
methods of ultrathin arrays, which introduces an imprint
method and photolithography to etch as-prepared ultrathin lms
with controllable molecular-layer numbers for fabricating
organic ultrathin arrays.21,139 Meanwhile, an in-depth under-
standing of crystallization kinetics and pathways is of paramount
importance for the precise control of the assembly process. In
situ techniques greatly promote the understanding of the crys-
tallization mechanism, which can benet the development of
effective morphology control methods. Second, for applications,
some issues in patterning organic ultrathin materials still need
to be solved. (i) Due to relatively low physical or chemical
stability, current organic ultrathin nanostructures generally lack
long-term stability and durability. This can be achieved by
developing more stable organic materials. (ii) At the present
stage, the vast majority of applications rely on p-type organic
materials; an enlarged material system is crucial for achieving
multifunctional integrated devices. Therefore, further develop-
ment of organic ultrathin integrated devices is to develop envi-
ronmentally stable materials and practical methods for
encapsulation, improve device processing technologies, optimize
the device structure and explore the intrinsic mechanisms.
Despite these challenges, given the sustained advances in large-
scale and high-quality patterning and device fabrication tech-
niques, the applications of organic ultrathin arrays in electronics
and optoelectronics will have a bright future.
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