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lti-scale properties of PuO2

nanoparticles: recent advances and open questions

Matthieu Virot, *a Thomas Dumas, b Manon Cot-Auriol,a Philippe Moisy b

and Sergey I. Nikitenko a

Due to the increased attention given to actinide nanomaterials, the question of their structure–property

relationship is on the spotlight of recent publications. Plutonium oxide (PuO2) particularly plays a central

role in nuclear energetics and a comprehensive knowledge about its properties when nanosizing is of

paramount interest to understand its behaviour in environmental migration schemes but also for the

development of advanced nuclear energy systems underway. The element plutonium further stimulates

the curiosity of scientists due to the unique physical and chemical properties it exhibits around the

periodic table. PuO2 crystallizes in the fluorite structure of the face-centered cubic system for which the

properties can be significantly affected when shrinking. Identifying the formation mechanism of PuO2

nanoparticles, their related atomic, electronic and crystalline structures, and their reactivity in addition to

their nanoscale properties, appears to be a fascinating and challenging ongoing topic, whose recent

advances are discussed in this review.
1. Introduction

During the last few decades, nanocrystalline oxide materials
attracted outstanding attention given their potential applica-
tions and related innovations in most of the modern techno-
logical domains.1–6 Their nanoscale dimensions, with
a characteristic length between 1 and 100 nm, have oen been
demonstrated to give rise to specic physico-chemical proper-
ties in comparison to their bulk counterparts. Useful develop-
ments and applications have come out for instance in catalysis,
solar cells, sensors, coatings and magnetic data storage. The
control and optimization of the nanomaterial properties have
been reported to strongly depend on the nanoparticle size,
shape and local structure also explaining the strong interest for
uncommon morphologies such as nano-rods, -ribbons, -tubes,
etc.7,8 Size-dependent properties have been reported for nano-
materials exhibiting dimensions in the nanometer range, typi-
cally below 10 nm. Shrinking the materials within these
dimensions provides a much higher contribution of surface
atoms in comparison to bulk ones (surface to volume ratio,
Fig. 1). As a consequence, an increase of the specic surface
area is observed in addition to structural disorder reected by
a higher density of edge and corner sites thus explaining the
oen observed particular activity. Structural defects, strains and
distortion can therefore contribute to the modication of the
nanomaterial properties, so as the increasing surface curvature
M, Marcoule, France. E-mail: matthieu.

oule, France

8–4971
radius that may also play a signicant role at the interface
including for instance adsorption or group transfer
reactions.9,10

Almost all of the s-, p- and d- elements of the periodic table
have been reported to have a nanotechnological impact with
some of them (�30) in high demand for the preparation of
nanostructured materials.11 Similarly, the control of nano-
particle synthesis and the related structure–property effects are
well described in the literature for transition metal oxides.
Actinide-based nanoparticles and the relationship of their size
vs. their physico-chemical properties and reactivity are far less
explored in comparison.12–14 This assessment can be mostly
attributed to the radioactive nature and high chemical toxicity
of the elements of the actinide series, which involves difficulties
in accessing and handling these elements but also results from
safety rules appearing much more restrictive than with any
other chemical elements. Nevertheless, signicant advances
have been revealed in the recent literature. The increased
attention given to actinide nanoparticles and nanomaterials
essentially results from environmental issues owing to their
undisputable presence in the geosphere and their recently
conrmed mobility, but also to their fundamental screening
and technological interest related to the nuclear fuel cycle
including fuel preparation, recycling and its related behaviour
under operation.12 Furthermore, it has been demonstrated that
the performance of heterogeneous catalysts based on actinide
oxides is highly dependent on the nanoscale dimensions of the
material.10 Important developments dealing with nano-
materials of the f-block elements have also focused on their
© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 Scheme illustrating the increasing contribution of surface atoms (surface to volume ratio) toward a shrinking nanoparticle. This effect
contributes to providing specific properties to a nanoparticle and is generally observed for a size lower than 10–20 nm. Nanoparticles and
calculations of atoms (Pu in green andO in red) were generated with crystal maker software from bulk PuO2 and Pu38 CIF file from Sigmon et al.16
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detection, separation and recovery for therapeutics and
bioimaging.15

Among the actinide series, the element plutonium arouses
particular interest for military applications, space conquest and
industrial nuclear power applications. Plutonium is an
anthropogenic element almost exclusively formed in nuclear
reactors with all of its isotopes being strongly radioactive. It is
worth noting that very small amounts of stable 244Pu (t1/2 ¼ 81
million years) naturally exist on earth as a result of the rapid
neutron capture process that occurs during nucleosyntheses (r-
process). Neutron capture reactions resulting from the sponta-
neous ssion of natural 238U are also reported to generate
naturogenic 239Pu.17,18 The ssile 239Pu (t1/2 ¼ 24 110 years) is
the most common isotope formed by neutron capture from 238U
in typical nuclear power reactors, which further presents an
energetic interest and enters into the composition of MOX
(Mixed Oxide) fuel aer separation and recycling steps. MOX is
a ceramic made out of a mixture of depleted uranium and
plutonium dioxides both crystallizing in the uorite structure of
the face-centered cubic system (Fm�3m space group).19,20 Current
MOX fuel used in some PWR reactors has a plutonium mass
level (Pu/(U+Pu)) lower than 10%, whereas future nuclear reac-
tors, such as sodium-cooled fast reactors, would burn more Pu,
necessitating a 30% mass level in nuclear fuel.21 Current fuel
preparation, based upon the precipitation and calcination of
oxalate precursors, can lead to localized fuel heterogeneities
responsible for the decrease of the fuel performance during
operation (release of ssion gas, fuel swelling, dislocation, etc.)
but also to difficulties in its reprocessing due to enriched local
areas in Pu which already require drastic chemical conditions to
be dissolved. Much effort is currently focused on the prepara-
tion of an advanced nuclear fuel in which the control of the
arrangement of the materials at the atomic scale would tailor
specic properties, particularly for compacting, sintering or
dissolving steps.14,22–25 Recently, the report of the rst synthesis
© 2022 The Author(s). Published by the Royal Society of Chemistry
of nanocrystalline MOX U1�xPuxO2(+y) (up to x ¼ 46) has been
described by Kauric et al. offering interesting perspectives for
the preparation of a homogeneous nuclear fuel.26 A recent
survey clearly demonstrates the challenges and viable nano-
technological options exhibiting a positive and direct impact on
nuclear performance and safety.25,27

Microstructural defects and ssuring are known to occur in
the nuclear oxide fuel during burn-up. In addition, neutron
irradiation and temperature gradients may provoke signicant
fuel restructuring with the formation of nanometric grains and
micrometric pores referred to as high-burn up structures
(HBS).28,29 This nanoscale organization is mostly situated in the
ceramic rim and has been demonstrated to increase in thick-
ness with the burning rate. Nanostructuration also goes with
lattice parameter modications and the accumulation of point
defects.28,30,31 HBS have been reported to be formed earlier in Pu
enriched areas and their close surroundings in comparison to
UO2.28,32 The fundamental question of the mechanism (poly-
gonization or recrystallization) responsible for this nanoscale
restructuring process remains open.28,29 Since experimental
investigations on nuclear fuel are technically difficult to
perform, the possible preparation of HBS simulants using
reproducible and controlled actinide oxide nanoparticles as
a starting material represents an undisputable
interest.25,29,30,33–35 Furthermore, very high burn-ups will be
considered for advanced nuclear fuels and recent publications
discuss the advantages of nanocrystalline oxide fuels in
comparison to conventional large-grain ceramics. A possible
increase in ssion gas retention in the HBS pores, increased
thermal conductivity, and improved plasticity with greater
tolerance to irradiation-induced mechanical damage are all
mentioned.28,29,34,36,37 Nevertheless, the formation of stable
colloidal PuO2 nanoparticles during hydrometallurgical
processes may contribute to mass balance troubles and hinder
some steps related to the preparation or recycling of nuclear
Nanoscale Adv., 2022, 4, 4938–4971 | 4939
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fuel or the dismantling of nuclear facilities (safety, criticality,
separation, mass balance, etc.). For instance, foaming has been
reported as a result of colloid formation during the concentra-
tion step by evaporation as well as emulsication during solvent
extraction.38

The mastering of nuclear energy by human beings through
nuclear testing, space conquest, industrial development but
also accidents (e.g. Fukushima), resulted in signicant amounts
of plutonium being released into the environment.17,39–41 The
comprehensive survey provided by Geckeis et al. indicated that
atmospheric and underground nuclear testing contributed to
the release of more than 3.4 and 2.8 metric tons of Pu into the
environment, respectively. From nuclear electricity production,
the global inventory of plutonium reached 2630 metric tons in
2014, and 70–90 additional metric tons are expected each year.
The management of such an amount has to be considered as
well.17 “Hot particles” generally refer to radioactive contaminant
particles ranging in size from sub-micrometers to fragments.
Their speciation is highly dependent on the source and release
scenario, but also on the weathering conditions. Hot particles
resulting from explosions and re are mostly composed of very
poorly insoluble PuO2.17,41 The central role played by PuO2 in
modern actinide chemistry is more precisely related to the
recent evidence of the kilometre-scale transport of Pu in the
environment through the formation of nanometric colloidal
species.12,40–43 Pseudo-colloids consist of natural colloids of
organic, inorganic or microbial origin, where Pu has been
incorporated or adsorbed, whereas intrinsic colloids result from
the exceptional property of Pu to form its own and extremely
stable colloid through hydrolysis and subsequent condensation
reactions, even under acidic conditions.40,42,44–46 The proximity
of the redox potential of the three redox couples (Pu(V)/Pu(IV),
Pu(VI)/Pu(V), Pu(IV)/Pu(III)) around 1.0 V/SHE provides the
possibility of the element Pu to exist simultaneously under
acidic to near neutral conditions in four different oxidation
states (from Pu(III) to Pu(VI)) thus increasing its complex
behaviour in aqueous solution. Until recent evidence, Pu was
thought to be immobile in the environment due to its strong
sorption properties and low solubility in aquatic systems. The
presence of suspended colloidal particles in high concentra-
tions may however exceed the thermodynamic solubility calcu-
lated for plutonium under such conditions and enhance its
mobility in aquifers. The question of their transport processes
under geochemical conditions and their interaction with the
surroundings is also of particular interest.47,48 This assertion is
strengthened by the reported high physical and chemical
stability of Pu colloids even when increasing the ionic
strength.49–51

Focusing on the structure, recent studies have demonstrated
that intrinsic colloids exhibit a PuO2-like structure differing
from their bulk counterparts in terms of local environment,
structural disorder and a possible contribution of different
oxidation states in the oxide.40,45 Pu speciation is strongly
dependent upon the oxidation state, dispersion media and
redox conditions. In addition, the contamination scenario and
storage history have been suggested to signicantly affect the
formation and fate of PuO2 nanoparticles in the environment.39
4940 | Nanoscale Adv., 2022, 4, 4938–4971
There is clear evidence for the contribution of pseudo-colloids
to the mobility of actinides in aquifers whereas migration
through the formation of intrinsic colloids is not yet clear and
this possibility has only been postulated.12,42,52,53 Nevertheless,
the stabilization of Pu ions onto environmentally relevant
mineral phases (e.g. muscovite, quartz, hematite) has been
demonstrated to occur by the precipitation of PuO2-like nano-
particles thus strengthening the interest of the commu-
nity.39,54–61 Because the migration ability of An(IV) colloids is
highly related to the particle size, stability, and chemical reac-
tivity, there is an obvious interest in their rigorous character-
ization.53 Evidence of Pu nanoparticles as colloidal or particle
fractions has also been reported in oceans, seawaters and
marine sediments.40,41,62–65 In natural seawaters, Pu generally
shows a (+IV) oxidation state and exhibits a PuO2 colloid struc-
ture ranging from oxo–hydroxo species to more crystalline PuO2

colloidal particles which become denser and less soluble when
aging.66,67 This overall environmental topic also includes the
safety questions related to the potential intrusion and leaching
behavior of water in the case of contact with the spent nuclear
fuel under surface or deep underground storage.68–70

This analysis explains the current, ongoing and exciting
research dealing with the synthesis and characterization of
PuO2 nanoparticles. Understanding and predicting the behav-
iour of Pu nanoparticles in the environmental context or under
storage conditions require identifying their formation mecha-
nism, deciphering their structure and evaluating their reac-
tivity. In accordance with the quickly evolving nano-world
observed outside the nuclear sphere, reducing the size of
plutonium oxide to the nanoparticle state must provide specic
physico-chemical properties differing from the bulk counter-
part ones. A better understanding of how plutonium oxide is
made and how its structure and properties are linked at the
nanoscale could have important scientic, technological, and
environmental outcomes. Some of the global challenging topics
requiring answers include the safe storage and corrosion of
spent nuclear fuel, the decommissioning of polluted sites, the
next generation of nuclear fuels and reactors, and the behaviour
of radionuclides in the environment. The current review aims to
focus on the recent relevant progresses observed in PuO2

nanoparticle syntheses and characterizations including the
recently deciphered electronic, structural and physico-chemical
properties. For additional information going from the funda-
mental aspects of plutonium chemistry to environmental issues
and applications, the reader is encouraged to refer to the
excellent and comprehensive overviews provided by other
authors.12,17,40,42,45,71–73
2. Preparation of PuO2 nanoparticles
and related formation mechanisms
2.1. General aspects and terminology

From an environmental perspective, it is worth noting that the
International Atomic Energy Agency (IAEA) denes radioactive
particles as “localized aggregates of radioactive atoms that give
rise to an inhomogeneous distribution of radionuclides
© 2022 The Author(s). Published by the Royal Society of Chemistry
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signicantly different from that of the matrix background”.17,74

Three subcategories are discriminated according to their size:
“fragments” are used for entities showing a diameter greater
than 2 mm, “particle” when the size is between 0.45 mm and 2
mm, and “radioactive colloids or pseudo-colloids” when the
size ranges between 1 nm and 0.45 mm. Radioactive particles
observed under air conditions are classied according to their
aerodynamic diameters from submicronic size to fragments.
Particles smaller than 10 mm in size are considered
respiratory.17,74

The terminology used for nanomaterials is not straightfor-
ward even if several groups have worked towards a uniform
approach for their description outside the nuclear sphere.
Although nanomaterials are generally dened by nanoscale
characteristics (generally in the 1–100 nm range), they can be
categorized based on several parameters including their size,
shape, origin, surface properties and composition, but also with
respect to the concerned research eld, authority or scientic
community.75 In their technical IUPAC report, Gubala et al.
provided a thorough overview of the proposed classications for
the nanomaterials.76 In general, nanomaterials refer to mate-
rials having a size between 1 and 100 nm for at least one
dimension whose characteristics are oen correlated with size-
dependent properties.76,77 Nanoparticles may refer to nano-
objects exhibiting nanoscale dimensions in all 3 directions
(ISO and IUPAC denitions). When the lengths of the longest
and shortest axes of the object differ signicantly, other terms
such as nanober, nanorod, nanotube, nanowire or nanoplate
are recommended.75,76 The assembly of these nanoparticles may
lead to the formation of nanostructured materials which have
been dened by Gleiter as materials having a microstructure
with a characteristic length scale in the order of a few nano-
meters, typically in the 1–10 nm range.78 In addition, nano-
particles can associate to form agglomerated or aggregated
clusters of particles differing by the type of forces holding them
together (weak or strong forces, respectively).76

The properties of nanomaterials are strongly dependent
upon their size, shape, chemical composition and interfacial
properties. The latter can particularly inuence the interactions
between the nanoparticles in the colloidal state and their
surroundings dictating for instance their solubility, adsorption
Fig. 2 Scheme illustrating the diversity of PuO2 nanoparticles reported

© 2022 The Author(s). Published by the Royal Society of Chemistry
properties, or assembly.77 In consequence, it appears relevant to
discriminate associated nanoparticles (agglomerated or aggre-
gated nanoparticle precipitates) from colloidal dispersions
which refer to a continuous phase in which mono- or poly-
molecular particles are dispersed and have at least in one
direction a dimension ranging from the nm to the mm
(IUPAC).79 In general, these particles do not settle as a result of
mutual repulsion and Brownian movement.17 In the literature
dedicated to An nanoparticles, both terms are oen used
interchangeably; their distinction appears important since it
can create confusion and misunderstanding. The examination
of reports dedicated to PuO2 nanomaterials, in conjunction
with denitions available in the literature, allows for the clas-
sication of PuO2 nanoparticles into several categories, as
shown in Fig. 2. The distinction between associated nano-
particles, nanostructured materials, and colloidal dispersions
appears relevant since their nanoscale characteristics may give
rise to different atomic arrangements and different properties
as already evidenced for other elements.75,76,80 Focus is particu-
larly given to Pu intrinsic colloids which have been demon-
strated to exhibit a PuO2-like structure (also called polymers or
eigen colloids in the literature) and result from the hydrolysis
properties of Pu(IV) and its ability to form its own colloid. They
differ from pseudo-colloids which are associated with the
sorption of Pu onto or into natural colloids and are not the
purpose of this review. Table 1 presents a survey related to the
synthesis approaches, properties and characterizations re-
ported in the literature for PuO2 nanoparticles.
2.2. Preparation of PuO2 colloidal nanoparticles

Kraus already discussed the hydrolytic behaviour of tetravalent
plutonium during the Manhattan project and described the
observation of an opalescent green solution when sodium
hydroxide or ammonia was added to nitric and sulfuric Pu(IV)
solutions.81 Aer centrifugation, the author reported the
observation of a strong Tyndall cone suggesting the formation
of a colloidal dispersion. The solutions of typical deep green
colour are found to be very stable with reference to sedimen-
tation. This has been prevented in industrial processing by
maintaining plutonium ux in acidic media. From the
in the literature with their classification into three subcategories.

Nanoscale Adv., 2022, 4, 4938–4971 | 4941
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Å
)

X
R
D
,H

R
-T
E
M
,H

E
X
S

Pu
-L

3
E
X
A
FS

Pu
-L

3
X
A
N
E
S

Pu
-L

3
H
E
R
FD

-X
A
N
E
S

Pu
-M

4
H
E
R
FD

-X
A
N
E
S

R
ef
.1

11
:

99
.7
4%

2
4
2
Pu

11
1,

11
3

an
d
11

4

So
lv
ol
ys
is

in
B
n
O
B
n
/O

A
/O

A
m

m
ix
tu
re

(m
ix
tu
re

of
n
an

o-
do

ts
an

d
-r
od

s)

T
h
er
m
al

de
co
m
po

si
ti
on

of
[P
uO

2
(N

O
3
) 2
]$
3H

2
O

(2
80

� C
,3

0
m
in
,N

2
)

2
n
m

(X
R
D
)

3.
2(
9)

n
m

(T
E
M
)
(5
.3
94

0
Å
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Å
)

X
R
D
,H

R
-T
E
M

Pu
-L

3
X
A
N
E
S

Pu
-L

3
E
X
A
FS

96
.9
%

2
3
9
Pu

2.
99

%
2
4
0
Pu

0.
06

%
2
4
1
Pu

0.
02

%
2
3
8
Pu

0.
06

%
2
4
2
Pu

11
6

a
R
T
:r
oo

m
te
m
pe

ra
tu
re
,P

E
G
:p

ol
ye
th
yl
en

e
gl
yc
ol
,B

n
O
B
n
:b

en
zy
le

th
er
,O

A
:o

le
ic

ac
id
,O

A
m
:o

le
yl
am

in
e,

X
R
D
:X

-r
ay

di
ff
ra
ct
io
n
,(
H
R
-)
T
E
M
:(
h
ig
h
-r
es
ol
ut
io
n
)
tr
an

sm
is
si
on

el
ec
tr
on

m
ic
ro
sc
op

y,
H
E
R
FD

-X
A
N
E
S:

X
-r
ay

ab
so
rp
ti
on

n
ea
r
ed

ge
st
ru
ct
u
re

in
h
ig
h
en

er
gy

re
so
lv
ed


uo

re
sc
en

ce
de

te
ct
io
n
m
od

e,
E
X
A
FS

:e
xt
en

de
d
X
-r
ay

ab
so
rp
ti
on


n
e
st
ru
ct
ur
e,

H
E
X
S:

h
ig
h
en

er
gy

X
-r
ay

sc
at
te
ri
n
g,

A
FM

:a
to
m
ic

fo
rc
e
m
ic
ro
sc
op

y,
IR
:i
n
fr
ar
ed

sp
ec
tr
os
co
py

,U
V
-V
is
:U

V
-v
is
ib
le

ab
so
rp
ti
on

sp
ec
tr
os
co
py

,S
Q
U
ID

:s
up

er
co
n
du

ct
in
g
qu

an
tu
m

in
te
rf
er
en

ce
de

vi
ce
,S

A
X
S:

sm
al
la

n
gl
e
X
-r
ay

sc
at
te
ri
n
g,

N
E
X
A
FS

:n
ea
r-
ed

ge
X
-r
ay

ab
so
rp
ti
on


n
e
st
ru
ct
ur
e,
LI
B
D
:l
as
er
-in

du
ce
d
br
ea
kd

ow
n
de

te
ct
io
n
,E

SI
-M

S:
el
ec
tr
os
pr
ay

io
n
iz
at
io
n
-m

as
s
sp

ec
tr
om

et
ry
,S

T
X
M
:s
ca
n
n
in
g
tr
an

sm
is
si
on

X
-r
ay

m
ic
ro
sc
op

y.
SS

V
N
IR
:s

ol
id
-s
ta
te

vi
si
bl
e-
n
ea
r
in
fr
ar
ed

re

ec
ta
n
ce

sp
ec
tr
os
co
py

,A
PS

:a
ut
oc
or
re
la
ti
on

ph
ot
on

sp
ec
tr
os
co
py

.

© 2022 The Author(s). Published by the Royal Society of Chemistry Nanoscale Adv., 2022, 4, 4938–4971 | 4943

Review Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

4 
íjn

a 
20

22
. D

ow
nl

oa
de

d 
on

 2
6.

02
.2

02
6 

3:
34

:2
5.

 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2na00306f


Fig. 3 (a) Ball and stick model of the core of the Pu38 nanocluster
postulated to be formed by smaller Pu16 and Pu22 nanoclusters. Red
represents oxygen atoms whereas yellow, pink, purple and green are
used for Pu. The Pu16 core is represented using pink and green Pu
atoms whereas the Pu22 core is made with pink and yellow ones. (b)
Diagram of the Pu–O, Pu–OH, Pu–H2O and Pu–Cl bond lengths
observed in the Pu clusters evidencing the similar core for the various
structures and the presence/absence of OH moieties in the structure
of the smallest/largest cluster(s), respectively. Reproduced from Sig-
mon et al.16 with permission from John Wiley and Sons, copyright
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plutonium chemistry perspective, the formation of such species
is related to the intricate hydrolysis properties exhibited by
Pu(IV) in aqueous solutions. This phenomenon can even occur
under acidic conditions and also competes with the dispro-
portionation properties of Pu(IV).45,82–84 The rst step related to
the formation of Pu(IV) hydrolytic species can be described with
eqn (1). The degree of cation hydrolysis depends on the ionic
potential of the cation (charge to radius ratio) and several
parameters resulting from the solution media (pH, tempera-
ture, composition, etc.).72 The ripening of these species can lead
to precipitates or stabilized nanoparticles (referred to as Pu(IV)
intrinsic colloids) which can even form under very acidic
conditions and at low concentrations (Pu > 10�6 M).46,72 The
related condensation processes may occur through olation or
oxolation reactions described in eqn (2) and (3). For �log[H+] ¼
0.6 and a 0.5 M ionic strength, Rothe et al. indicated that
a plutonium solution is about 80% in the form of hydrolyzed
species Pu(OH)3+ or Pu(OH)2

2+.83 They suggested that
[Pu(OH)2]n

2n+, possibly with a coordination number of 8 for Pu,
contributes as a reactant in the formation of PunOp(OH)4n�2p(-
H2O)z (0 < p < 2n) oligomers that can further condensate to yield
colloids exhibiting a Pu–O–Pu basic fcc structure whose order
increases with the colloid size (eqn (4)).

[Pu(OH2)m]
n+ / [Pu(OH2)m�h(OH)h]

(n�h)+ + hH+ (1)

Pu–OH + Pu–OH2 / Pu–OH–Pu + H2O (2)

Pu–OH + Pu–OH / Pu–O–Pu + H2O (3)

2Pu(OH)2(H2O)6
2+ + xH2O4 Pu2Op(OH)8�2p(H2O)6+p + 4H+ +

(2 + x)H2O (4)

Pu colloids or precipitates formed in aqueous solution as
a result of Pu(IV) hydrolysis have been long-time thought to be
composed of polymeric and amorphous hydrous oxo-
hydroxides until isolated single crystals of a Pu38 oxo-cluster
were reported to exhibit similar UV-vis absorption spectra to
the one acquired for Pu(IV) intrinsic colloids.46,72,85–87 The
resolved structure for these species, which were obtained by the
neutralization of acidic Pu(IV) solutions with various alkali
hydroxides, corresponded to the formula [Pu38O56Cl54(H2-
O)8]

14� including a distorted PuO2 core structure that differs
from the ill-dened and oen suggested hydrous polymers.
Importantly, the PuO2-like nanocluster does not have Pu–OH
moieties in its structure thus favouring a mechanism based on
oxolation reactions for the condensation of Pu(IV).72,85 Recently,
Sigmon and Hixon synthesized Pu oxide nanoclusters formed
with 16, 22 and 38 Pu atoms capped with inorganic water and
chlorine molecules limiting the formation of bigger particles.
The structures of all of these clusters only contain Pu in the
tetravalent state. Careful examination of the resolved structures
demonstrated their relationship and the authors postulated
that the bigger Pu38 cluster is formed with smaller Pu16 and Pu22
building blocks. More interestingly, all of these nanoclusters
share a distorted PuO2 core in which Pu(IV) cations coordinate
with 8 O atoms via m4-oxo bonds (the related structures are
4944 | Nanoscale Adv., 2022, 4, 4938–4971
shown in Fig. 3). The evidence for hydroxo groups in these
nanoclusters (also including the oxohydroxo hexanuclear Pu(IV)
entities (Pu6) and hydroxo-bridged Pu(IV) dimers88–92), and the
exclusive presence of oxo-bridges in the Pu38 building block
which shares structural similarities with Pu(IV) intrinsic colloids
suggest that the latter could be formed by a succession of ola-
tion and oxolation mechanisms, most likely through the
stacking of these low nuclearity polynuclear structures.

Several methods for producing stable dispersions of Pu(IV)
intrinsic colloids have been proposed (Table 1).40,45 The simplest
method involves diluting Pu(IV) solutions previously stabilized
in acid media with water to cause an increase in the pH of the
solution.38,93–96 Well-dened and spherical nanoparticles of
2.9 nm showing a PuO2-like crystal structure (using High-
Resolution Transmission Electron Microscopy, HR-TEM) have
2019.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 Left: UV-vis-NIR absorption spectrum acquired on intrinsic Pu(IV) colloids prepared by dilution in pure water of a Pu(IV) aliquot previously
stabilized in nitric medium (RT, [Pu] ¼ 9.2 mM). The spectrum shows the additional presence of Pu(VI) absorbing at 830 nm as a mixture with the
colloids. Right: HR-TEM image acquired on intrinsic Pu(IV) colloids. Adapted from Dalodiere PhD thesis.97
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been obtained using this approach (Fig. 4).97 Such synthesis
conditions lead to a competition between hydrolysis (eqn (1) or
eqn (5)) and disproportionation (eqn (6)–(8)) reactions for Pu(IV)
that can inuence the formation kinetics of the colloidal
dispersions (along with solution pH or composition and Pu
concentration). Typically, UV-Vis absorption spectroscopy can
be used to evaluate the conversion of soluble plutonium ions
into colloids. The spectral signature of the latter is character-
istic and shows a strong absorption in the near UV range (<550
nm) attributed to Mie scattering and resulting from the pres-
ence of dispersed nanoparticles in the medium (Fig. 4). Other
typical absorption bands can be found at l ¼ 579 nm, ca.
614 nm (large band), 684 nm and 736 nm. In comparison to
aqueous ionic forms of Pu, intrinsic Pu(IV) colloids do not show
sharp absorption bands and exhibit a very low molar extinction
coefficient. As discussed previously by Lloyd and Haire, the
spectrum of the colloid is retained when concentrating the
solution by evaporation to dryness and is not signicantly
modied when suspending or peptizing the colloid aer deni-
tration.98,99 Disproportionation and redox reactions (eqn (6),
slow step; eqn (7), rapid step; both reactions are summarized in
eqn (8)) particularly yield Pu(VI) observed at ca. 830 nm in the
UV-Vis absorption spectra, which is very oen observed as
a mixture with hydrolytic colloidal dispersions. Its concentra-
tion varies with time as colloids form and ripen. Although
technically simple, the preparation of stable and concentrated
dispersions of Pu(IV) intrinsic colloids under such conditions
requires mother Pu solutions exhibiting high Pu concentrations
with low acidity in order to signicantly increase the pH during
dilution.

xPu4+ + yH2O % Pux(OH)y
4x�y + yH+ (5)

2Pu4+ + 2H2O % Pu3+ + PuO2
+ + 4H+ (6)

Pu4+ + PuO2
+ % Pu3+ + PuO2

2+ (7)
© 2022 The Author(s). Published by the Royal Society of Chemistry
3Pu4+ + 2H2O % 2Pu3+ + PuO2
2+ + 4H+ (8)

Thiyagarajan reported the quantitative formation of poly-
mers (i.e. colloids) by heating a Pu(IV) nitric acid solution (pH ¼
1.3–1.4) in a container with restricted air access at 85–95 �C. The
potential presence of Pu(VI) could involve the addition of nitrite
to reduce it into Pu(IV) and favour the hydrolysis of the latter.100

Zhao and colleagues recently prepared 2–3 nm Pu(IV) intrinsic
colloids based on the work of Haire et al. by heating
a 1.6 � 10�3 M Pu(IV) solution stabilized in 0.1 M HNO3 to
60–80 �C for 30 min. The authors reported an instantaneous
colour variation from dark brown to emerald green upon
heating.101,102 Several authors described the precipitation of
particles aer the addition of NH4OH to Pu(IV) solutions initially
stabilized in nitric media, followed by a washing step (to remove
ionic Pu species and counter-ions, generally nitrates) or an
aging step under temperature. Then, the precipitate was treated
in acid media to obtain plutonium colloidal dispersions (pep-
tization).99,103–105 A possible additional concentration step fol-
lowed by baking and resuspension in water has also been
described. Lloyd and Haire used this approach to prepare 1–3 M
concentrated Pu colloids exhibiting a poor concentration of
nitrates (0.1–0.15 M).98 Another approach consisted in extract-
ing HNO3 from Pu solutions stabilized in nitric media with
a long-chain alcohol (typically, n-hexanol).106 Hence, the authors
described the preparation of low nitrate colloidal dispersions
(NO3

�/Pu mole ratio ¼ 0.1–0.2) with crystalline nanoparticles of
6–7 nm.106

Maillard and Adnet reported the observation of Pu(IV) poly-
mers (i.e. intrinsic colloids) when adding H2O2 to Pu(VI)
aqueous solutions in the 0.1–1 M range under weakly acidic
conditions.107 Radiolytic transformation of plutonium ions in
solution (auto-radiolysis) can also yield intrinsic colloids.108,109

The primary products observed during radiolysis of aqueous
solutions are generally dened in agreement with eqn (9) and
Nanoscale Adv., 2022, 4, 4938–4971 | 4945
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Fig. 5 Evolution of a 1 mM Pu(VI) solution stored at room temperature
in a glove box. Pu(VI) (main band at 831 nm) decreases with time while
Pu(IV) colloids accumulate in solution (main band at ca. 614 nm). One
can observe increase of the absorption in the near UV range attributed
to Mie scattering and the presence of nanoparticles dispersed in the
medium. After one year, the conversion is complete. Note: the
decrease of the volume in the flask is attributed to solution sampling
during aging. Adapted from ref. 97.

Fig. 6 Schemes of the sonochemical protocol used to prepare stable
dispersions of Pu(IV) intrinsic colloids (top) and their corresponding
formation mechanism (bottom).
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involve several species responsible for redox processes occur-
ring with Pu ions.109 Newton et al. observed the formation of
Pu(IV) intrinsic colloids by auto-radiolysis of 10�4 M Pu(VI)
solutions with pH ranging from 1.3 to 2.2. The proposed
mechanism involves the alpha-radiolytic reduction of Pu(VI) into
Pu(V) followed by the disproportionation of the latter (eqn (10)
and (11)). Fig. 5 illustrates the behaviour of a Pu(VI) solution
prepared by the oxidation of Pu(IV) with HClO4 under thermal
treatment followed by dilution in pure water. The storage of the
as-prepared Pu(VI) solution in an aerobic atmosphere over
several months in a glove box allowed its slow transformation
from an orange into a characteristic green colloidal solution.
HR-TEM analyses conrmed the crystalline nature of the
particles crystallizing in a cubic face centered structure similar
to PuO2 bulk with a nanoparticle size of ca. 2.9 � 0.5 nm.96,97

Auto-radiolysis of Pu(III) solutions has also been reported to
yield intrinsic Pu(IV) colloids.110 Interestingly, investigations
carried out by autocorrelation photon spectroscopy concluded
a particle diameter of 31.6 nm whereas particle diameter
determined for other methods involving dilution with pure
water, neutralization with NaOH and temperature aging are
more generally in the ca. 1–10 nm range. Peptization led to the
observation of a mixture of two different populations of about
13.6 and 370 nm.110 Other but less detailed preparation tech-
niques have also been reported by Clark et al. including for
instance the reduction of Pu(V), slow oxidation of Pu(III) with O2

and the addition of a moderately acidic solution of Pu(IV) in
boiling water.45

H2O / e�aq, H, OHc, H2, H2O2, H
+, OH� (9)
4946 | Nanoscale Adv., 2022, 4, 4938–4971
PuO2
2+ + 1/2H2O / PuO2

+ + H+ + 1/4O2 (10)

2PuO2
+ 4 PuO2

2+ + PuO2(coll) (11)

Dalodière et al. reported the preparation of intrinsic Pu(IV)
colloids by applying an ultrasound treatment to bulk PuO2

powder dispersed in pure water (Fig. 6).96 The originality of the
technique relies on the unexpected reactivity of refractory PuO2

in pure water which allows the preparation of very stable
colloids without addition of any electrolyte or capping agent.
Absorption spectroscopy demonstrated strong similarities
when comparing sonolytic and hydrolytic (i.e. by dilution of
Pu(IV) in pure water) colloids. Nevertheless, a stronger absorp-
tion in the near UV range for the sonolytic colloids was attrib-
uted to the presence of bigger particles which was conrmed
using HR-TEM (2.9 nm and 7.1 nm, respectively).96 Also,
whereas hydrolytic colloids are always observed with Pu(VI)
traces (strong molar coefficient allowing the detection of tiny
traces), sonolytic colloids never show this oxidation state which
was attributed to a different formation mechanism avoiding
disproportionation reactions (note that the technique does not
guarantee the potential contribution of other oxidation states in
the solid nanoparticles). The authors demonstrated enhanced
kinetics and yields in a reducing Ar/(10%)CO atmosphere while
an oxidizing atmosphere prevented their formation. At rst, the
formation of the colloids was suggested to result from the
fragmentation and surface hydrolysis of bulk PuO2 particles
driven by the acoustic cavitation (i.e., the nucleation, growth
and rapid implosive collapse of gas and vapour lled micro-
bubbles). This step was proposed to be followed by the reduc-
tive dissolution of the dispersed and fragmented PuO2 particles
into aqueous Pu(III) by H2 gas produced inside the cavitation
bubbles. The re-oxidation of Pu(III) into Pu(IV) and its subse-
quent hydrolysis was suggested to slowly accumulate Pu(IV)
colloids showing typical green colour and electronic signature.
© 2022 The Author(s). Published by the Royal Society of Chemistry
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2.3. Preparation of PuO2 nanoparticle precipitates

A conventional preparation route for PuO2 nanoparticles
involves their rapid precipitation under alkaline conditions
through the addition of ammonia or sodium hydroxide to Pu
solutions.50,101,111 The mechanism driving the precipitation of
the nanoparticles is generally discussed analogically with the
one observed for the preparation of colloids. The green
precipitates thus obtained from Pu(III), Pu(IV) or Pu(V) aqueous
solutions by Romanchuk et al. were in accord with the forma-
tion of monodisperse and crystalline PuO2 nanoparticles of ca.
2.5 nm (XRD and HR-TEM) showing that the particle nature and
size are more dependent on the chemical conditions rather
than the initial plutonium redox state.112 By comparing the pH
of the resulting solution aer addition of ammonia to Pu(IV)
solutions, Gerber et al. concluded that crystalline PuO2 nano-
particles of 2 nm can be observed in the 1–10 pH range. An
additional signicant amount of ionic Pu(III) and Pu(VI) in
solution was observed at the lowest pH ¼ 1.113 When adding
aliquots of Pu(VI) solutions to 3 M NH3$H2O, the precipitation
process required to yield the PuO2 nanoparticles was much
longer and involved the formation of an intermediate product
identied to be a metastable solid phase of pentavalent Pu.114

Ekberg et al. described the synthesis of a green colloidal
dispersion by the addition of 0.19 M NaOH solutions of Pu(IV)
stabilized in 1 M HCl solutions.115

The alkaline precipitation procedure using Pu(IV) was
recently modied with the addition of an organic polymer
(polyethylene glycol, 3000 g mol�1, 2.5 wt%) during the
synthesis step to avoid the growth and agglomeration of the
nucleated nanoparticles. The thermal conversion of the
precursors at 485 �C (2 h, air) leads to well-dened crystalline
PuO2 nanoparticles of about 4.6 nm (HR-TEM, Fig. 7).116 As for
Hudry and co-workers, the preparation of PuO2 nanoparticles
was achieved through the decomposition of plutonyl nitrate
Fig. 7 (HR-)TEM images acquired on PuO2 nanoparticle precipitates ob
while pouring ammonia in a Pu(IV)/PEG solution, (b and c) hydrothermal t
(d and e) solvothermal decomposition of plutonyl nitrate precursors in a m
and 118 with permission from the Royal Society of Chemistry (copyrights
Sons (copyright 2014).

© 2022 The Author(s). Published by the Royal Society of Chemistry
precursors [PuO2(NO3)2]$3H2O in a coordinating organic media
composed of benzyl ether, oleic acid and oleylamine.117 The
thermal treatment of the mixture at 280 �C for 30 min led to the
formation of highly crystalline PuO2 particles composed of
a mixture of spherical nanoparticles (ca. 2 nm) and nanodots
(ca. 0.9 � 4 nm2) as evidenced in Fig. 7. The latter is particularly
interesting since it constitutes, to our knowledge, the only re-
ported anisotropic shape observed for PuO2 nanoparticles. The
role of the geometry of the trans-dioxo molecular Pu(VI)O2

2+ ions
in the formation of these anisotropic particles appears to be
important.

Hydrothermal conditions have been alternatively demon-
strated to be an interesting route for the preparation of Pu oxide
nanoparticles (Fig. 7). PuO2 nanocrystals of high crystallinity
(4.7 nm according to XRD and 2.5 nm through HR-TEM, a0 ¼
5.397(1)) have been prepared by hydrothermal decomposition
of Pu(IV) oxalates at 95 �C for 120 h under autogenic pressure.118

The preparation of these nanocrystals occurred at a much lower
temperature than the one required for analogous Th or U
indicating a potential application of hydrothermal conditions
for separation purposes.14 The decomposition of the oxalate
ligands in hot compressed water apparently does not involve
redox transformation of Pu and the observed morphology of the
precipitates differs from the squared platelets usually obtained
by the oxalate route (Fig. 7 vs. 8).118 The as-obtained powder
rather shows spherical agglomerates of 100–200 nm composed
of nanometric crystallites (see Fig. 7b).14,118 In comparison to
what is usually observed with the thermal decomposition of the
oxalate precursor in an air atmosphere, the investigations sug-
gested a different decomposition scheme under hydrothermal
conditions, involving the contribution of water as evidenced by
isotopic exchange reactions probed by nuclear magnetic reso-
nance (magic-angle spinning MAS-NMR) and Raman spectros-
copy techniques.
tained by (a) thermal conversion (485 �C, 2 h) of Pu powder obtained
reatment of Pu(IV) oxalates at 95 �C for 120 h under autogenic pressure,
ixture of benzyl ether, oleic acid and oleylamine. Adapted from ref. 116
2018 and 2020) and from ref. 117 with permission from John Wiley and

Nanoscale Adv., 2022, 4, 4938–4971 | 4947
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More generally, this synthesis approach has been performed
with Th, U, Np and Pu elements and showed several advantages
including the reproducibility and time required for the quan-
titative synthesis, the high crystallinity of the powder and its
homogeneity but also its good behavior during sintering (not
shown using Pu to our knowledge).14,26,118,119 In addition, the
destructuring of the plate-like aggregates typical of oxalates is
advantageous with a direct effect on the sintering properties of
the powders without residual carbon impurities. Recently,
Kauric et al. described promising results using this preparation
route, with the low-temperature preparation of nanometric
mixed oxide U1�xPuxO2(+y) particles (solid solution) and
measuring between 7 and 19 nm according to X-ray diffraction
(XRD) as a function of the composition of the oxide (7 to 33 nm
with HR-TEM).26 While it is well known that plutonium oxalates
radiolytically decompose with time during storage, poor infor-
mation is available about the speciation of the intermediate and
nally formed products. Recently, the formation of crystalline
PuO2 nanoparticles of a few nm has been reported by auto-
radiolytic decomposition of solid Pu(III) and Pu(IV) oxalate
compounds. The hydrated oxalate precursors were stored in air
for several years at room temperature and pressure.120
Fig. 8 (Top) Selection of images acquired with SEM or HR-TEM for
PuO2 powder precipitates exhibiting a nanoscale architecture (nano-
powder and nanostructured oxides). (Bottom) AFM images acquired
on Th oxalate crystal and the corresponding nanostructured oxide
after calcination at 485 �C (4 h). AFM evidences the absence of
nanostructuration at the initial stage. Adapted from personal data and
from Bonato et al.116 with permission from the Royal Society of
Chemistry, copyright 2020.
2.4. Preparation of nanostructured PuO2

Thermal decomposition of oxalate precursors is the most
widespread method used for the preparation of PuO2.71,121 This
synthesis route has been highly used at the industrial scale for
the production of nuclear fuel or in-lab purication of solu-
tions. Hydrated precursors can be easily precipitated when
mixing Pu(III) or Pu(IV) solutions with oxalic acid at room
temperature. Aer separation and washing, their thermal
decomposition at elevated temperatures leads to PuO2 through
a series of intermediate decomposition reactions coupled with
the generation of gaseous H2O, CO and CO2 products.121 While
the technique generally enables holding the microscopic
morphology of the initial precursors, the preparation step and
ring conditions can signicantly modify the properties of the
resulting oxide.122 The general thermal decomposition mecha-
nisms are described in eqn (12) and (13) for both Pu(IV) and
Pu(III) oxalates, respectively. According to HR-TEM investiga-
tions, Pu(III) oxalates red in a 485 �C air atmosphere for 2 hours
resulted in the formation of nanostructured elongated objects
composed of 6.2 � 1.3 nm nanoparticles (7.3 � 1.9 nm when
red for 12 hours), whereas Pu(IV) ones red under similar
conditions allowed the observation of micrometric squared
platelets composed of 5.1 � 1.1 nm nanoparticles (Fig. 8). For
both samples, nanoparticles were found to be monodispersed,
quasi-spherical and crystalline, agreeing with the PuO2 bulk
structure.116,123 The preparation of nanostructured actinide
oxide architectures has also been demonstrated by the thermal
conversion of Th and U oxalates.33 Suchmaterials are oen used
as simulants for Pu compounds and address structural trends
within the actinide series (also oen including Ce as another
simulant of Pu). Time-dependent observations acquired during
Th oxalate annealing using HR-TEM and AFM revealed the
nanoscale organization of the obtained oxide and the effect of
4948 | Nanoscale Adv., 2022, 4, 4938–4971
the ring conditions (duration and time) on the formation
properties of the nanostructured oxides. Of particular interest,
AFM demonstrated the absence of nanostructuration for the
oxalate precursor and its formation during thermal treatment
before grains begin to grow and coalesce (Fig. 8).

Pu(IV)(C2O4)2$xH2O / Pu(IV)O2 + 2CO + 2CO2 + xH2O (12)

Pu2(III)(C2O4)3$xH2O / 2Pu(IV)O2 + 4CO + 2CO2 + xH2O(13)

3. Probing the size, morphology and
crystalline nature of PuO2

nanoparticles

The reliable preparation of PuO2 nanoparticles is closely con-
nected to their characterization which represents a difficult task
due to the nanoscale nature of the considered samples and the
© 2022 The Author(s). Published by the Royal Society of Chemistry
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chemical toxicity and strong radioactivity of the element Pu. As
a consequence, advanced structural characterizations generally
require dedicated devices (i.e. nuclearized) and oen need large
or very large instruments (e.g., HR-TEM, synchrotron radia-
tions.) usually conditioned by the writing and acceptance of
proposals. Some analytical techniques gave strong insights into
the formation mechanisms and structural properties of PuO2

nanoparticles. Comprehensive overviews dedicated to analytical
techniques allowing the speciation and characterization of
actinide complexes, clusters or nanostructures in solution or in
the solid state can be found in the literature.12,45,129 For most of
the plutonium oxide nanoparticles recently reported, HR-TEM
investigations evidenced the presence of monodispersed and
small crystalline nanoparticles (Table 1 and Fig. 4 as examples).
Selected area electron diffraction (SAED), oen used to
complete HR-TEM characterizations, also supports the pres-
ence of polycrystalline nanoparticles exhibiting an FCC cubic
structure in accordance with bulk PuO2 (Fig. 7, for
example).55,96,111,116

Strong similarities have been reported when comparing
electron absorption spectra acquired in the solid or liquid states
for intrinsic PuO2 colloids, the Pu38 cluster and bulk or nano-
scale PuO2.116,130,131 Absorption and diffuse reectance spec-
troscopies indeed demonstrated similar energy transitions
between these samples evidencing structural similarities.131 A
similar conclusion was given by Toth and Friedman when they
compared FTIR spectra acquired from PuO2 and polymers (i.e.
colloidal PuO2 nanoparticles) prepared by the addition of NaOH
to acidic Pu(IV) solutions.105 Raman spectra recently acquired on
PuO2 nanoparticles showed an enlargement and red shi of the
T2g band which is usually located at 476 cm�1 for bulk PuO2

whose mode corresponds to the symmetric stretching of the
oxygen network (Fig. 9).132 These Raman features result from
phonon connement and provide a ngerprint of the nano-
crystalline nature of the studied PuO2 samples. A similar
behaviour has been observed with nanoparticles of the
Fig. 9 Raman spectra (488 nm, 1 mW) acquired on PuO2 nano-
particles (top) and bulk (bottom) in the solid state demonstrating the
enlargement and red shift of the T2g band as evidence of nanoscale
materials. Adapted from ref. 117 with permission from John Wiley and
Sons, copyright 2014.

© 2022 The Author(s). Published by the Royal Society of Chemistry
structural analogue ThO2. The possibility of using these char-
acteristics against a calibration curve for the latter has been
proposed to determine the nanoparticle size.33,116,133 Alterna-
tively, the technique allowed the demonstration of the greater
structural stability of restructured zones in high burn up
structures (irradiated nuclear fuel) composed of plutonium
enriched agglomerates.134 Relevant studies have been reported
about the use of Raman spectroscopy for the characterization of
PuO2 ranging from the micrometric to the bulk scales con-
cerning the aging and temperature-dependence of defects, its
behaviour under the laser beam, or for the preparation of
reference particles for safeguard purposes for instance.135–139

Nevertheless, this powerful technique remains poorly applied to
nanosized PuO2 and further insights are expected in this
domain.

X-ray diffraction (XRD), which is based on the measurement
of constructive interferences occurring between a mono-
chromatic X-ray beam and a crystalline sample, has provided
interesting structural information about the crystalline struc-
ture, lattice parameter and size of PuO2 nanoparticles. The
technique provides statistically relevant and average informa-
tion acquired on a large volume of generally powdered and/or
dried sample.140 The reections observed on the reported XRD
diagrams of PuO2 nanoparticles agree with the cubic uorite
structure of their bulk counterparts (JCPDS le 00-041-1170,
Fm�3m space group).111,112,116,117 In comparison to bulk PuO2

patterns, the low intensity and increased width of the diffrac-
tion peaks reported by the various authors conrm the presence
of nanoscale oxides.111,112,117,118 Gerber et al. and Romanchuk
et al. combined HR-TEM and XRD data acquired with
synchrotron radiation to evidence the monodisperse and crys-
talline nature of ca. 2.5 nm PuO2 nanoparticles prepared by
ammonia neutralization of aqueous acidic solutions of Pu of
different oxidation states.111,112 It is worth noting that the
preparation step required for XRD measurements might induce
chemical and/or structural modications of the nanoparticles
during precipitation and drying. To avoid such potential effects
of drying on the structure of the Pu nanoparticles, Romanchuk
and co-workers successfully modied their set-up to acquire
XRD patterns in the aqueous media.112

In another study, by tting the complete experimental
diffraction pattern acquired on powdered PuO2 nanoparticles
using Rietveld renement, the size of the coherent domains
composing the samples (crystallites) has been correlated with
the nanoparticle sizes determined by the HR-TEM approach by
Bonato et al.116 The size of the nanoparticles that composed the
PuO2 samples was then correlated with the ring conditions
and durations of the various precursors. Popa et al. used HR-
TEM and XRD techniques to determine the size of PuO2 nano-
particles formed by the decomposition of the corresponding Pu
oxalate precursors in hot compressed water (2.6 and 3.7 nm,
with a0 ¼ 5.397 Å, respectively).118 In comparison with other
studied oxides, it is worth noting that PuO2 nanoparticles are
obtained at much lower temperature (95 �C) resulting in smaller
particle sizes. The investigated variations of the size and lattice
parameter of the as-obtained nanoparticles at different
temperatures demonstrated a rather limited increase for PuO2
Nanoscale Adv., 2022, 4, 4938–4971 | 4949

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2na00306f


Nanoscale Advances Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

4 
íjn

a 
20

22
. D

ow
nl

oa
de

d 
on

 2
6.

02
.2

02
6 

3:
34

:2
5.

 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
until ca. 750 �C. A linear growth was then observed as a result of
thermal expansion (agreeing with the a0 increase).118 The
temperature-dependent growth of the nanoparticles was found
to be intermediate between the ones observed for CeO2 < UO2

and NpO2 < ThO2 nanoparticles. The growth of the PuO2

nanocrystalline particles was then evaluated using isothermal
XRD measurements which allowed the authors to evaluate the
activation energy to be ca. 351 kJ mol�1. The results suggested
that particles grow in the 820–1100 �C range via surface diffu-
sion (pore controlled kinetics mechanism).126

The High Energy X-ray Scattering (HEXS) approach was
initially applied for the characterization of the structural prop-
erties of the Pu38 oxo-cluster by Soderhom et al.,85 and more
recently for PuO2 nanoparticles by Gerber et al.111HEXS is a total
scattering method useful for understanding the coordination
environment of a metal centre without long-range order. The
technique is based on the collection of hard X rays as a function
of the scattering angle and wavelength of radiation providing
a distribution probability of atoms as a function of distance
(pair distribution function, PDF).129,141,142 Long- and short-range
orders extracted by the technique indicated strong similarities
between the nanoparticles and PuO2 bulk material. By contrast,
the damping differences of the signals observed on the reduced
pair distribution functions G(r) for each sample allowed the
author to determine the size of the PuO2 nanoparticles (1.3–2.07
nm) that were found to be in reasonable agreement with HR-
TEM (2.3–3.0 nm) and XRD (1.6–2.4 nm) investigations.111

Laser induced breakdown detection (LIBD) is another tech-
nique that has been used to determine the size and the
concentration of Pu particles in solution. The technique is based
on the detection of a plasma selectively created between
a colloidal dispersion and a focused pulsed laser. Using this
technique, very small concentrations of colloids (below 10�8 M)
can be probed, providing important insights into the formation
mechanism, solubility, and properties of PuO2 intrinsic
colloids.46,83 A series of Pu(IV) colloid samples with a total Pu
concentration of about 1.5 � 10�4 M were prepared by the
Fig. 10 (a) SANS diagram acquired on Pu colloids prepared in aqueous so
data simulations. Adapted from ref. 100 with permission from the Ameri
10mM hydrolytic and 0.8 mM sonolytic colloids. Black lines indicate the s
for 3D objects and compact particles (2.6 nm according to simulations). T
objects (e.g. thin disks or lamellas measuring 5.7 nm x > 30 nm accordi
Royal Society of Chemistry, copyright 2020.

4950 | Nanoscale Adv., 2022, 4, 4938–4971
addition of an aqueous solution or NaOH to Pu(IV) acidic solu-
tions. LIBD analyses performed one day aer the sample prep-
aration did not allow the detection of colloids up to pH 0.7
whereas entities of about 5 nm in diameter were observed in the
0.9–1.4 pH range with a total concentration of approx. 10�7 M.
The sample prepared at pH ¼ 1.8 under similar conditions was
characterized by the observation of 400 nm particles which
aggregated to particle sizes of 1 mm aer two years, also
accounting for more than 90% of the Pu(IV) in solution. It is
interesting to note that the provided and corresponding UV-vis
absorption spectra converged to the typical Pu(IV) colloid
spectra upon oversaturation (highest pH) and aging.46 It is worth
noting that the detection limit of the technique, indicated to be
about 5 nm, raises questions since colloidal PuO2 nanoparticles
have been very oen measured below this size limit when using
other techniques.

Small-Angle X-ray or Neutron Scattering techniques (SAXS and
SANS, respectively) are complementary techniques which are
both able to probe structures at the nanoscale. When entering in
contact, elastically scattered radiations of X-ray or neutrons can
be quantied to provide information about the size, the shape
and the nature of interactions (or also, orientations) occurring
between the components of a sample.143,144 These techniques are
non-intrusive and allow studying samples without specic
preparation, providing in situ information averaged over a large
sample volume and directly in the native environment, which
appear clearly advantageous for colloidal systems. Scattering
techniques are dependent upon the contrast difference existing
in the studied sample. X-ray scattering cross-section increases
with the electron density and is therefore sensitive to the atomic
number Z, whereas neutron scattering depends on uctuations
of the density of nuclei which vary randomly across the periodic
table but appears highly sensitive towards isotopes.143,144 Thiya-
garajan et al. used the scattering properties of neutrons to probe
Pu polymers (i.e. colloids) which revealed the presence of a pol-
ydispersed and elongated assembly of nanoparticles measuring
more than 190 nm in length with a diameter of ca. 4.7 nm (Fig.
lution (total Pu 0.12 M) which measured 4.7 nm� 190 nm according to
can Chemical Society, copyright 1990. (b) SAXS diagrams acquired for
lope power laws. The slope observed for the hydrolytic colloid is typical
he one observed for the sonolytic colloid is characteristic of elongated
ng to simulations). Reproduced from ref. 94 with permission from the

© 2022 The Author(s). Published by the Royal Society of Chemistry
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10a).100 This size is much larger than the one reported with other
techniques for Pu nanoparticles prepared using similar
approaches. Scattering patterns further allowed the observation
of Bragg diffraction lines agreeing with a PuO2-like periodic
structure. By varying the parameters, the authors highlighted the
inuence of the preparation method on the morphology of the
particles including the effect of the temperature. In addition, the
scattering patterns demonstrated that the presence of uranyl
ions during Pu colloid formation retards the rate of their
formation thus agreeing with previous studies.145 The latter was
attributed to the interaction of U(VI) with Pu hydrolyzed species
during condensation reactions.

SAXS has been used by other authors to probe plutonium
oxide nanoparticles prepared by ammonia neutralization of
aqueous Pu solutions of different oxidation states which indi-
cated agglomerates of 2.5 nm PuO2 nanoparticles.112 More
recently, a combination of synchrotron SAXS and XAS (X-ray
Absorption Spectroscopy) techniques was developed to probe
the multi-scale structural properties of actinide compounds (i.e.,
from the local structure to the size, morphology and interactions
of the nanoparticles in solution).94 Normalized SAXS diagrams
acquired using this approach for Pu(IV) intrinsic colloids prepared
by hydrolysis or sonolysis evidenced strong differences in the
particle shapes and sizes of both samples (Fig. 10b). The spherical
shape of the hydrolytic colloid nanoparticles was conrmed by
SAXS pattern simulations which indicated a particle diameter of
2.6 nm in agreement with HR-TEM investigations. By contrast,
the sonolytic colloids were better considered as elongated
lamellas or disks with 5.7 nm of thickness and >30 nm length,
which is much larger than what observed by HR-TEM. Such
striking difference is most likely because of an aggregation
phenomenon occurring with aging and resulting from the
absence of counter ions in the system (such morphology reminds
us of the one observed by Thiyagarajan et al., Fig. 10a100).

In combination with HR-TEM and EXAFS experiments that
evidenced the PuO2-like structure for the colloidal particles, the
observed signicant variations of the scattering length density
prole for the intrinsic Pu(IV) hydrolytic colloid allowed describing
them as spherical nanoparticles composed of a PuO2 core sur-
rounded by a disordered Pu–O shell possibly solvated with
nitrates originating from the mother solution.94 The signicant
variations observed for both intrinsic and sonolytic colloids
highlighted the strong inuence of the preparation conditions on
the structural properties of the PuO2 nanoparticles. It is worth
noting that combined SAXS/XAS synchrotron techniques recently
allowed probing the size, shape and local structure of a water-
soluble plutonium hexanuclear cluster.146 The stabilization of
these very small and low concentration aggregates with the DOTA
ligand (1,4,7,10-tetraazacyclododecane-1,4,7,10-tetraacetic acid)
allowed their characterization with a good signal-to-noise ratio,
thus demonstrating the technical capacity of the mutual
approach. Scattering techniques are obviously strongly consid-
ered in modern actinide science147–149 but remain poorly applied
for trans-uranium oxide nanoparticles and we expect a stronger
interest for the technique in the near future. The results recently
provided by Zhai et al. on the formation and structure of ThO2

colloidal nanoparticles could be helpful for understanding the
© 2022 The Author(s). Published by the Royal Society of Chemistry
properties of analogous nanosized An oxides.149 Aer the addition
of NaOH to aqueous solutions of Th(NO3)4$4H2O, the dispersions
formed at different pH values (5.5–8.0) above the precipitates were
characterized by SAXS. The authors demonstrated that disper-
sions aged for 5 months were composed of a mixture of polymeric
colloidal structuresmeasuring 20 nm andmore compact particles
of 3–4 nm (diameters). The dispersions aged for 18 months were
found to be composed of crystalline ThO2 particles of ca. 5 nm
forming agglomerates of ca. 12 nm in diameter.149

It is important to emphasize that the various analytical
techniques used to probe the PuO2 nanoparticles may offer
several advantages and drawbacks thus highlighting the
observed interest of most of the authors in the combination of
approaches when characterizing PuO2 nanoparticles. For
instance, slight variations in the nanoparticle sizes are generally
noticed when comparing both XRD and TEM techniques. Such
a difference can be attributed to nanocrystal boundary effects
that cannot be well discriminated or probed by XRD, but also to
intrinsic limitations of the HR-TEM technique which do not
allow quantifying a large number of particles (statistics and
human eye errors).140 Combining the analytical techniques to
evaluate the size of the particle appears to be relevant. Note that
lattice strains or instrumental effects are additional parameters
that can participate in the broadening of the diffraction peaks
and thus deviate the values extracted from the diffractograms.
Variations in the determined crystallite sizes have also been
demonstrated to depend upon the computational approach; for
instance, Kumar et al. observed differences when they investi-
gated the size of nanocrystalline cobalt ferrite particles by
extracting structural data from XRD patterns with Scherrer's
formulae, Williamson–Hall plot, or Rietveld method.150 Alter-
natively, TEM experiments have been reported to contribute to
the relaxation of the lattice contraction of ceria nanoparticles
during their analyses under vacuum, thus explaining the larger
values obtained in comparison to room temperature XRD
measurements.151 Analysis of liquid-borne particles may force
their precipitation and drying, which can dramatically impact
their surface chemistry and chemical structure. In particular,
synchrotron radiation measurements should be considered
with caution regarding the beam-induced reactions (e.g. redox
processes) or damages (e.g. precipitation of (nano-)particles in
the cell or on the kapton windows of the sample holders) thus
requiring as much as possible the additional control of the
samples with alternative techniques during and/or aer the
measurements.124,152,153
4. Impact of the nanoparticle size on
the crystalline structure of PuO2

4.1. Nanoscale-induced structural variations for PuO2

Plutonium crystallizes as the dioxide in the uorite CaF2
structure of the face-centered cubic system (Fm�3m space group).
The uorite lattice exhibits a symmetrical environment illus-
trated in Fig. 11 and consists of a cubic system regularly occu-
pied by tetravalent Pu cations whereas eight O2� ligands are
located at the tetrahedral interstitial positions. In this structure,
Nanoscale Adv., 2022, 4, 4938–4971 | 4951
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Fig. 11 Cell of the PuO2 structure. Pu4+ and O2� are shown in green
and red, respectively. In the structure, each O is surrounded by 4 Pu
atoms forming tetrahedral sites and each Pu is coordinated by 8 O
atoms forming infinite arrays of PuO8 cubes.
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each oxygen is surrounded by four Pu cations and each of them
is coordinated by eight oxygen atoms at the corner of a cube
forming innite arrays of AnO8 polyhedra sharing their edges.
At room temperature and pressure, the distances of Pu–O and
Pu–Pu are 2.337 and 3.817 Å, respectively, which are similar
within this structure giving a lattice parameter a0 ¼ 5.396 Å and
a density d ¼ 11.46 g cm�3.20,115 In the oxide, the second O shell
(CN ¼ 24) surrounds the Pu atom at a distance of 4.476 Å. The
uorite conguration further allows the formation of vacant
octahedral interstitial sites located at the center and middle of
the edge of the cubic system thus accommodating a relatively
open crystal structure.154 This property particularly provides
a strong resistance of the ceramic to radiation damage and good
stability in the nuclear reactor, without deformation of the
structure and surrounding cladding that could lead to migra-
tion of matter in the exchangers.

A general consensus supported by the above described
techniques (and in particular, the diffraction lines acquired
with XRD measurements) allows the community to conrm the
similarity between bulk PuO2 and the plutonium oxide nano-
particles described in this review (Table 1). When prepared
under ambient conditions, the latter very oen measure 2–5 nm
in diameter and the preparation of bigger objects appears less
common and oen requires non-conventional approaches such
as autoxidation of Pu(III), sonochemistry, high temperatures or
more exotic procedures.45,96,116,125,126 Due to the shrinking
dimensions and the related higher proportion of surface atoms
exhibiting a different chemical environment, the average coor-
dination number observed for a nanoparticle (particularly for
the Pu–Pu coordination shell) is expected to be smaller
compared to the bulk ones. This phenomenon can be evenmore
pronounced for the smallest particles and also depends upon
the particle shape. Signicant structural modications can
accompany these observations in agreement with what was
observed for d-block oxides. In particular, the contraction or
expansion of the bond length of the surface and subsurface
atoms has been reported for several materials, which is sug-
gested to be enhanced for curved surfaces where facets, corners,
steps and edge atoms can be observed.6,155,156 Strain variations
have been reported to depend upon the synthesis conditions
4952 | Nanoscale Adv., 2022, 4, 4938–4971
and nanoparticle treatments, in addition to their interaction
with the environment. Such features can be related to differ-
ences in the surrounding media and local symmetry of the
surface atoms, effects of which can also propagate within the
core of the particle and are directly related to the cell dimen-
sions within a nanoparticle. As a result, surface energy and
physico-chemical properties of the oxide can be signicantly
varied (e.g. reactivity, mechanical properties, electronic struc-
ture, stability, etc.).4,6,155,157,158 Recent simulations carried out on
metal nanoparticles also demonstrated the inuence of the
displacement of surface atoms to the interatomic spacing of
subsurface ones.158

It is important to emphasize that a 3.0 nm PuO2 nanoparticle
exhibiting an a0 parameter of 5.396 Å contains only ca. 90 unit
cells in the volume and only 5–6 lattices are required to go
through the particles. This calculation decreases to 50 units for
a 2.5 nm particle and 26 units for a 2.0 nm particle, meaning
that an extreme mechanical stress should be addressed to the
whole particle when the particle size and shape are modied in
addition to surface interactions with the surroundings. The
order of magnitude of atoms involved in a nanoparticle is
schematized in Fig. 1 demonstrating that the particle tends to
be almost composed of surface atoms when shrinking to
a nanometric size. Note also that an increase in the coordina-
tion number from 6 to 8 for Pu(IV) allows increasing its ionic
radii from 0.86 to 0.96 Å, respectively.159

The size vs. crystallographic property relationship has been
poorly addressed for actinide oxides in comparison to lighter
elements including TiO2, ZrO2, CeO2, Co3O4, Fe3O4, etc.6,160–164

Nanoscale oxides generally show a negative surface stress (i.e.
an increase in the lattice parameter) whereas metals or halides
rather exhibit a positive surface stress (i.e. a decrease in the
lattice parameter).160,164,165 Size-induced lattice variations have
been noticed for nanosized CeO2 which is an isostructural oxide
crystallizing in the cubic uorite structure and is very oen used
as a PuO2 simulant for laboratory studies. A 0.45% increase of
the cell parameter has been observed for CeO2 nanoparticles
when decreasing in size with a reported value of 5.4087 Å for
micrometric bulk particles against 5.4330 Å for 6.1 nm nano-
particles.166 Some authors reported both lattice expansion and
contraction for shrinking ceria nanocrystals and attributed this
observation to a balance between the concentration of surface
strains or anion vacancies in the nanocrystal and the pressure
derived from the nanoparticle surface tension.151 The size
dependent crystallographic and electronic properties have been
recently demonstrated for CeO2 nanoparticles.167 The authors
observed an increase in the lattice parameter from 5.411 Å (i.e.,
the value reported for bulk CeO2) to 5.456 Å when the particle
size decreased from 91 to 2.0 nm. The strongest variations were
observed for particles measuring less than 5 nm. The contri-
bution of Ce(III) in the nanoparticles and the associated
formation of oxygen vacancies was ruled out by combining XPS
spectroscopy with synchrotron hard and so X-ray absorption
experiments at the L3 and M5 edges, as well as computational
methods. A tensile effect occurring at the nanoparticle surfaces
was rather invoked to result from the contribution of carbonate
© 2022 The Author(s). Published by the Royal Society of Chemistry
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and hydroxyl surface moieties that were probed with FTIR and
TGA.167,168

Although much less considered, several authors probed the
lattice parameter of PuO2 nanoparticles, more generally using
XRD patterns which provide the advantage of being statistically
relevant when compared to HR-TEM. The simulation of the
diffraction patterns provides a good description of the long
range ordering of the coherent domains in the studied sample
without emphasizing on the material heterogeneities.169 The
lattice parameters given in the literature for PuO2 nanoparticles
are gathered in Table 1 and are correlated with their particle
sizes acquired using various approaches (XRD, HEXS, HR-TEM,
etc.) as shown in Fig. 12. Although the correlation does not
provide a clear trend, signicant variations in the cell parame-
ters reported for PuO2 nanoparticles can be pointed out when
compared to the bulk PuO2 reference reported at 5.396 Å.45

Furthermore, one can note that the reference value is almost
exclusively lower than the ones reported for the nanoparticles,
strengthening the observation of a potential negative surface
stress for nanosized PuO2. A similar, but more pronounced
phenomenon, has been recently reported for ThO2 nano-
particles (another isostructural simulant of PuO2). Combining
XRD, Th L3-XAS and HR-TEM, the authors observed an increase
by about 1.1% for 2.5 nm ThO2 nanoparticles (5.66 Å) in
comparison to bulk materials (5.60 Å).165 The unit cell param-
eter dependence on the ThO2 particle size was found to be
a power law relationship. Since Th is only expected to exist in
the (+IV) oxidation state, the formation of vacancies was refuted
in agreement with the observations carried out with XAS
experiments. A combination of thermogravimetry coupled to
mass spectrometry analyses allowed explaining the negative
stress observed for the ThO2 nanoparticles by a tensile effect
exerted by the presence of surface hydroxyl and carbonate
Fig. 12 Survey of the size vs. lattice parameters extracted from the
literature for PuO2 nanoparticles. The blue line corresponds to the
theoretical a0 value expected for PuO2.00 (a0 ¼ 5.396 Å) according to
ref. 45. The green triangles transcribe values taken from the literature
for aged PuO2 samples prepared by thermal conversion of oxalate
precursors at 600 �C.138 200 nm has been used as an arbitrary value for
the 4 points given for this size.

© 2022 The Author(s). Published by the Royal Society of Chemistry
groups. The adsorption of H2O or CO2 can be explained by the
high charge of the nanoparticle surface resulting from the
breaking of the surface ionic bonds.
4.2. Structural variations induced by PuO2 nanoparticle
surface adsorbates

At the nanoscale, the higher proportion of surface atoms
contributes to the increase of the surface energy which may
result in particular reactivity and properties. Nanoparticle
surfaces may therefore undergo the physico-chemical inuence
of their surrounding medium or atmosphere.170 As previously
described, signicant variations of the lattice have been re-
ported in the presence of adsorbates or the formation of surface
hydroxyl groups for various oxides, including ThO2 and
CeO2.160,164,165,167,171 Adsorption properties of species on the PuO2

nanoparticle surface have been poorly addressed in compar-
ison. Nevertheless, some interesting observations can be
revealed when considering the Pu38 clusters which have been
evidenced to share some structural properties with Pu(IV)
intrinsic colloids according to spectroscopic investigations. In
particular, the cores of the former have been demonstrated to
be composed of distorted PuO2. Fig. 13 presents the second
layer of Pu–Pu bond distances (or third coordination shell)
extracted from Pu38 cluster structures rened by Soderholm and
Sigmon and co-workers,16,85 and the theoretical lattice param-
eter value of 5.396 Å typical of bulk PuO2 (red line in the gure).
Although both Pu38 clusters share a similar [Pu38O56]

40+ core
derivative of the Fm�3m uorite structure, one can observe slight
variations between both structures in addition to a strong
splitting of the Pu–Pu distances. Such an observation can be
explained by a difference in the ratio of chloride and water
molecules serving as capping ligands at the cluster surface.
Similar phenomena are expected for PuO2 particles shrunk to
a nanometric size. Nevertheless, it becomes very difficult to
assign a property such as a lattice parameter to an individual
PuO2 nanoparticle.
Fig. 13 Pu–Pu bond distances occurring at a distance close to the a0
parameter extracted from the resolved Pu38 cluster published by
Soderholm et al. and Sigmon et al.16,85 The red line corresponds to the
theoretical a0 value given for PuO2 bulk.

Nanoscale Adv., 2022, 4, 4938–4971 | 4953
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Recent studies demonstrate the strong affinity of the PuO2

bulk surface for H2O or CO2 molecules. By using ab initio
modelling, Moxon et al. recently demonstrated the strong
interaction of the surface of PuO2 with CO2 forming carbonate
species.172 Toth and Friedman reported that a dried polymer (i.e.
PuO2 nanoparticles) prepared by NaOH addition on a Pu(IV)
acidic solution shows a great affinity for CO2 forming carbon-
ates which was conrmed by FTIR bands at 1500, 1350 and
890 cm�1. More interestingly, the carbon content of the polymer
equilibrated with air reached a value of 1.4 wt% which would
approximately account for one carbonate for every three pluto-
nium atoms.105 FTIR spectra recently acquired on PuO2 nano-
particles prepared by auto-radiolytic decomposition of Pu(IV)
and Pu(III) oxalates in the air atmosphere were also suggested to
be possibly associated with carbonate moieties.120 Computa-
tional calculations allowed the estimation of the surface energy
and predicted that the (111) surface is the most stable surface
for PuO2 in comparison to the (110) and (100) indexed ones. It is
expected that the selective adsorption of ligands on the desired
surface would also control the morphology of nanocrystals that
are formed.19,173 Simulations performed by Zhang et al. indi-
cated that interactions between the PuO2(111) surface and H2O
are higher than those observed with CO2 under similar (P,T)
conditions.174

Both molecular and dissociative adsorption of water mole-
cules have been demonstrated on the PuO2 surface using
simulations. Particularly, it has been demonstrated that water
can be present as adsorbed hydroxyl groups on the (110) and
(100) surfaces, even at elevated temperatures and pressures.19,173

In contrast, the interaction of H2O with PuO2 bulk surface has
been experimentally reported to generate H2 gas as well as an
overstoichiometric oxide PuO2+x containing Pu(VI) moieties.175

Using X-ray and ultra-violet photoelectron spectroscopies (XPS
and UPS, respectively), Gouder et al. investigated the behaviour
of a PuO2 thin lm surface in contact with water. At room
temperature, they observed the formation of a hydroxyl layer in
addition to small amounts of adsorbed water molecules without
signicant redox variation of Pu. In the presence of UV-light, the
warming of a PuO2 surface in contact with a water ice lm
induced the reduction of the Pu surface which was interpreted
as a photochemically driven interface reaction.176,177 Recently,
the comparison of the experimental EXAFS spectra acquired for
Pu(IV) intrinsic colloids offering particle size variations in
combination with their HR-TEM characterizations allowed the
description of the species as core–shell nanoparticles made out
of a PuO2 core recovered by a hydrolyzed layer shell.96 Under-
standing the nature of the surface of PuO2 nanoparticles and its
interaction with the environment appears complex but remains
challenging due to obvious environmental issues and should
lead to exciting investigations in the near future.
4.3. Comments on structural variations induced by
radiolysis for PuO2 nanoparticles

In the course of research activities dedicated to the observation
of PuO2+X species, Sarseld and coworkers have observed the
growth of vibration bands with solid phase Raman spectroscopy
4954 | Nanoscale Adv., 2022, 4, 4938–4971
during PuO2 aging.138 They attributed this phenomenon to the
formation of structural defects as a result of Pu alpha-decay
without changes in the O/Pu ratio. In comparison to the theo-
retical cell parameter of 5.396 Å reported for bulk PuO2, the
lattice parameters of the aged samples reached 5.4111 Å and
5.4129 Å (green triangles in Fig. 11), which are higher than the
values reported for the nanoparticle counterparts discussed in
this review. The maximum value of 5.404 Å associated with
PuO2.26 by Haschke et al. for a0 was found to be possibly reached
within 1 year of storage for the reprocessed material and 450
days for pure 239PuO2.138 Several studies have described the
alpha-decay dependency of the lattice parameter increase for
PuO2 bulk powders as a function of isotopy.20,178–180 With regard
to PuO2 nanoparticles, Ekberg et al. suggested that alpha decay
could affect the crystallinity of Pu(IV) colloids leading to more
amorphous and/or smaller particles thus explaining EXAFS t
differences.115 From Table 1 and literature data, and besides
auto-radiolysis effects reported for Pu solutions, it appears that
the isotopic composition of the Pu solutions taken to prepare
PuO2 nanoparticles is not a highly discussed topic and surely
deserve more attention. The isotopic composition is not oen
detailed in publications and appears to be overlooked, as is the
question of solution purication.

It is important to emphasize that the presence of Pu-238 in
PuO2 particles aged in water solution has been suggested to
signicantly impact the structure of the oxide and modify its
apparent solubility.101,181 An increase in the rate of dissolution of
Pu-238-based oxides by about 200 times under neutral condi-
tions has been indicated in comparison to Pu-239 ones exhib-
iting similar characteristics.182–184 The increase in apparent
solubility in the presence of Pu-238 has not been correlated with
chemical kinetics but rather suggested to result from nuclei
recoiling as a result of alpha decay thus inducing particle
fragmentation. By using the nuclear track method, it was indi-
cated that 300 nm monodisperse PuO2 particles may undergo
fragmentation in pure water into smaller particles containing
60 to 104 Pu atoms.183,184 The local formation of very small
particles can therefore be expected as a result of radiolysis.
Modications of the physico-chemical properties of the nano-
particles as a result of the radiolytic modication of the
surroundings should also be considered. Along with this
observation, the amount of plutonium-241 used during the
preparation of PuO2 nanoparticles is almost never addressed.
Pu-241 exhibits a short half-life (14.3 years) leading to the
formation of americium-241 by b� decay.185 Aer a few years,
the latter can therefore be signicantly concentrated in pluto-
nium oxide solids. The contribution of Am in the oxide, in
addition to the damages induced by the various radioactive
decays, should impact the intrinsic structure of a nanosized
oxide. Investigations dealing with the local environment and
valences of the cations in (Pu,Am)O2�x indicated that Am
occupies the Pu sites in the oxide and will reduce to Am(III) prior
to any reduction of Pu(IV).154,186 In comparison to the theoretical
a0 values of 5.396 Å and 5.373 Å for PuO2 and AmO2, respec-
tively, it was demonstrated that the presence of Am in (Pu1�y,
Amy)O2�x may induce an increase in the lattice parameter for
the oxide studied (a0 ¼ 5.400 and 5.411 Å for Am/(Pu+Am) ¼
© 2022 The Author(s). Published by the Royal Society of Chemistry
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0.008 and 0.2, respectively).187 At high temperature, low Am
concentration and low oxygen-to-metal ratio, Am is mainly
found in the +III state.186 What is the inuence of Am and the
potential formation of oxygen vacancies on the crystalline
structure of PuO2 nanoparticles?

These examples and observations demonstrate that, in
addition to synthesis conditions, both the size and the surface
properties of PuO2 nanoparticles may contribute to the varia-
tions of their structural properties and also to the data disper-
sion observed in Fig. 12 and 13. Reports dealing with the
radiolysis effect on Pu nanoparticle formation and solution
behavior are very few; their effects on the synthesis kinetics,
aging, stability and crystalline properties remain a fair ques-
tion.180 It is worth noting that alpha particles roughly travel less
than 10 cm in air when emitted with an energy of 4–10 MeV and
range from 20 to 100 mm in pure water.188 As the size of
a nanoparticle is signicantly smaller than the distance trav-
elled by alpha particles, radiolysis is obviously concerned with
the nanoparticle core, the surface and the surrounding medium
at the same time. In analogy with the recent report on oxalate
ligands by Corbey et al., the observed radiolysis effect on ligands
potentially complexing Pu aqueous species but also PuO2

nanoparticles under environmental conditions appears rele-
vant.120 Size-dependent crystallographic properties of PuO2, or
AnO2 nanoparticles to a large extent therefore represent
a complex topic requiring a detailed understanding and more
rationalized investigations.
5. Probing the atomic and electronic
local structures
5.1. General considerations

Whatever the Pu oxide nanoparticle size, aging and synthesis
approach are, the above discussion demonstrates the consensus
reached with respect to their general structural description
agreeing with the basic structure of PuO2. As described above,
this has been evidenced by several techniques including, for
instance, XRD, HR-TEM, SAED, HEXS, but also EXAFS which
appears as a technique of choice when probing the local structure
of PuO2 nanoparticles. In general, Pu oxide nanoparticles exhibit
common features evidenced by EXAFS spectroscopy that will be
detailed hereinaer and can be summarized by (i) the observa-
tion of two peaks on the Fourier Transform (FT) of the Pu L3 edge
EXAFS spectramatching with the PuO2 spectra; (ii) a rather stable
Pu sublattice agreeing with PuO2 (oen correlated with other
characterization techniques). In contrast with PuO2, FT spectra
acquired for PuO2 nanoparticles generally show a strong damp-
ening of both Pu–O and Pu–Pu shells as a result of an increased
local disorder, and a possible distortion, broadening and split-
ting of the Pu–O shell as a result of a complex oxygen distribution
in the structure. This latter point allowed some reports to
demonstrate strong similarities between PuO2 nanoparticles and
PuO2+x EXAFS spectra.40,45

It has long been thought that PuO2 was the highest oxide phase
that plutonium could reach. The reported formation of higher
oxides when bulk PuO2 is exposed to water vapour at
© 2022 The Author(s). Published by the Royal Society of Chemistry
temperatures ranging from room temperature to 350 �C has
shaken the understanding of the structure of plutonium oxide
and raised concerns about industrial nuclear strategies in many
countries.83,175,189 The report of the oxidation of PuO2 into PuO2+x

(with x # 0.25) has been argued to be accompanied by the
generation of hydrogen gas and a signicant contribution of
higher Pu oxidation states to the crystal structure in agreement
with eqn (14). The nal product retains the uorite structure with
a slight expansion of the lattice parameter correlated with an
increase in the O/Pu ratio in analogy with UO2+x.190,191 Conradson
et al. demonstrated the possible diversity of Pu L3 edge EXAFS
spectra that can be observed for PuO2 by comparing a dozen of
XRD-determined phase pure samples.192 The differences were
attributed to a large distribution of Pu–O distances (up to 3.4 Å),
even in high-red PuO2, and explained by the presence of aperi-
odically distributed plutonyl distances in the 1.83–1.91 Å range, as
well as hydrolysis moieties, which could be stabilized as non-
diffracting nanoscale domains in the lattice.20,192 The formation
of hyperstoichiometric PuO2 in the bulk state remains contro-
versial and the question of its occurrence at the nanoscale appears
highly relevant. The topic is indeed of paramount interest for the
long-term storage and environmental behavior of Pu, particularly
because of the undesirable generation of hydrogen gas under
storage conditions and the potential easier leaching of higher
oxidation states of Pu in the poorly reactive oxide material.115,190

PuO2 (s) + xH2O (g) / PuO2+x (s) + xH2 (g) (14)

The Pu L3 edge EXAFS spectra acquired on PuO2 nanoparticles
generally show low period oscillations corresponding to the short
Pu–O shell at low k values (2–10 Å�1) and higher period oscilla-
tions corresponding to Pu–Pu interactions at longer distances for
high k values (8–16 Å�1). Both features agree with what was re-
ported for EXAFS characterization of bulk PuO2.96,115,193,194 The FT
observed for those signals show two peaks located at ca. R+4 ¼
1.8 Å and 3.7 Å (uncorrected for the phase-shi) and agreeing
with the Pu–O and Pu–Pu coordination shells observed in bulk
PuO2 with corrected distances located at 2.33 and 3.81 Å,
respectively. Table 2 provides the structural parameters obtained
from EXAFS t for pure phase PuO2 bulk oxides used in select
studies. The t of the second-nearest-neighbor shell generally
obtained for Pu oxide nanoparticles agrees with distances of ca.
3.8 Å typically observed in PuO2 thus demonstrating the preser-
vation of the Pu–Pu pair distribution in the nanoparticles.
Interestingly, this value appears to be poorly inuenced by the
nanoparticle properties, origin and history (size, synthesis
approach, state, O-shell contribution, etc.) thus conrming that
a rather rigid Pu–O–Pu skeleton dominates in the nanoparticle
structure.83,193 However, the resolution of the EXAFS technique
does not make it possible to account for the ne effects observed
in the cell parameters with XRD (e.g. Fig. 12).

5.2. Probing the Pu–O coordination shell with EXAFS

The Pu–O shell observed for the nanoparticles generally
matches the general description of its PuO2 counterpart but is
oen characterized by a distorted peak suggesting Pu–O bond
length splitting in some reports. The presence of multiple sites
Nanoscale Adv., 2022, 4, 4938–4971 | 4955
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Å
�
1

Pu
(IV
)
in
tr
in
si
c
co
llo

id
s

(s
on

ic
at
io
n
of

Pu
O
2
n
an

op
ow

de
r)

Si
n
gl
e
O
-s
h
el
l

2.
33

a
8a

7.
8(
6)

3.
82

(1
)

8.
6(
18

)
3.
7(
10

)
94

Fo
ur
ie
r

lt
er
ed

S 0
2
¼

0.
9,

k
¼

2.
5–

15
Å
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for the Pu–O distances remains the subject of discussions due
to a certain analogy reported for some nanoparticles and
PuO2+x. Particularly, the observation of a shoulder at R+4 ¼ 1.9
Å in the FT of the Pu L3 edge EXAFS spectra of PuO2 colloids
suggested structural similarities and the potential contribution
of other Pu oxidation states to the structure of the nano-
particles.40,45,192 Also, different oxidation states might be
observed in XAS data without necessarily coming from the
nanoparticle itself but due to a potential contribution of soluble
ionic species from the solution.113 The interpretation of the Pu–
O shell is difficult and challenging because several external
parameters can affect the data treatment around that distance
involving the generation of artefacts or misinterpretations
which complicates the comparison between the authors.
Particularly, the chosen wavevector range, the inuence of the
Pu–Pu coordination sphere on the spline removal or the double
electron excitation signal observed in the L3 edge spectra of An
have been suggested to spuriously modify the Pu–O shell
contribution to the EXAFS signal.94,156,195 These external
parameters are added to the intrinsic properties of the studied
nanomaterials which are also known to signicantly impact the
EXAFS spectra.156 The observation and interpretation of the
atomic scale variations of the nanoparticles are therefore tricky
and must be considered with caution.

Several approaches have been proposed in the literature to t
the L3 EXAFS spectra of nanosized Pu oxides. The simplest
model consists of using a single Pu–O shell assuming a PuO2-
like structure with Pu–O and Pu–Pu distances respectively
Fig. 14 (a) FT magnitude of experimental Pu L3 EXAFS spectra (black) acq
Pu(V) aqueous solutions. c(R) fit results obtained with one Pu–O and one
are represented in green. The two vertical dashed lines represent the are
and Pu–Pu obtained for Monte-Carlo simulation and (c) 3D structural re
permission from the Royal Society of Chemistry, copyright 2020.

© 2022 The Author(s). Published by the Royal Society of Chemistry
located at 2.31 and 3.81 Å. This model is oen favored because
only two distances are used to t the data and the potential
contribution of other distances is not explained but rather
counterbalanced with an increased Debye Waller factor (DWF)
parameter resulting in an important local disorder around the
absorbing atom when compared to the bulk PuO2 reference.
Such an approach has been successfully used to t high-red
oxides with rational and consistent structural parameters (see
for instance Martin et al.,196 Table 2). By using a single Pu–O
shell, Ekberg et al. obtained good similarity between the tted
structural parameters they obtained for bulk PuO2 and their
nanoparticles with quite a high Debye–Waller factor coefficient
of 8.1 � 10�3 Å2 for the Pu–O shell which increased to
15.2� 10�3 Å2 when the particles were aging (see Table 2 for the
structural parameters). This way, the Debye Waller factor
provides overall information about the local structural disorder
resulting from both the thermal (i.e., dynamic or vibrational)
and static (i.e., congurational) displacements of atoms from
their ideal lattice positions.197,198 The presence of lattice strains
and defects including, for instance, dislocations, steps, inser-
tions, vacancies, etc. would contribute to the increase of this
parameter.

Hudry et al. reported structural similarities between L3
EXAFS spectra acquired for bulk and nanoscale PuO2 with tted
distances located at 2.31(1) and 3.81(1) Å and coordination
numbers at 6.6(8) and 8.1(15) for the Pu–O and Pu–Pu shells,
respectively (Table 2).117 The decrease in the peak amplitudes
and the high DWF parameters obtained for the Pu–O shell
uired on PuO2 nanoparticles prepared by ammonia addition into Pu(III)–
Pu–Pu shell fit are represented in red and Monte-Carlo simulation fits
a of the shell fit. (b) Radial particle distribution function (n(r)) for Pu–O
finement based on bulk PuO2 structure. Reproduced from ref. 111 with

Nanoscale Adv., 2022, 4, 4938–4971 | 4957
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Fig. 15 Top: FT magnitudes of experimental k3-weighted EXAFS
spectra acquired at the Pu L3 edge on PuO2 nanoparticles in
comparison to a reference (black curve, data obtained in the 2–14 Å�1

range). Bottom: correlation of the coordination numbers obtained for
the three Pu–O distances used to fit the Pu–O shell as a function of
the S/V ratio of the nanoparticle. Adapted from ref. 96 with permission
from Nature Publishing Group, copyright 2017.
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(9 � 10�3 Å2) in comparison to the bulk were attributed to
a nanoparticle size effect resulting from a higher proportion of
probed surface atoms in comparison to the bulk. This effect is
well known for other materials and explains the lower coordi-
nation and higher degree of disorder. Gerber et al. conrmed
this effect by analyzing the structural parameters obtained with
a single Pu–O shell (Table 2) on PuO2 nanoparticles synthesized
by ammonia addition into Pu(III) to Pu(V) aqueous solutions
(Fig. 14). Note, the absence of Pu–O shell splitting was
mentioned by the authors. Although the model well reproduced
the data, very high DWF values were observed for the Pu–O
shells of the various samples (10 � 10�3 Å2 as an upper con-
strained limit). The lower coordination numbers and higher
DWF observed for both shells were also attributed to a nano-
particle effect when compared to bulk PuO2.111 More generally
and in combination with other techniques, these examples
conrm the observation of PuO2 nanoparticles with a high
degree of local disorder as evidenced by the decreased coordi-
nation numbers and strong DWF parameters.

In comparison to the single Pu–O shell t, Gerber et al. also
experienced two and three Pu–O shell models to t their data.
The three shell model was based on the contribution of Pu(IV)–O
(R¼ 2.43 Å) and Pu(IV)–OH (R¼ 2.28 Å) distances, in addition to
a short Pu(V)–O one standing at R ¼ 1.83 Å that would add
approximately 15% of Pu(V) in the nanoparticles according to
the structural data obtained from the t. The latter model was
rejected due to inconsistencies with the XANES results acquired
in High Energy Resolved Fluorescence Detection (HERFD)
mode with respect to the oxidation states in the nanoparticles.
The two shell model excluded the Pu(V)–O path with good
results but the high dispersion of the obtained structural
parameters and the inconsistencies observed with the t
acquired with a similar approach for bulk PuO2 forced the
authors to also exclude this approach. The report nally
concluded that the best model to t the data acquired from
their nanoparticles is a PuO2 structure with only one Pu–O and
one Pu–Pu scattering paths. Monte-Carlo EXAFS simulations
agreed with this approach (Fig. 14). From the Monte-Carlo
simulations, the PuO2 disorder measured by EXAFS could
only be attributed to structural distortion in the PuO2 nano-
particle core since the surface effect is not taken into account.

Alternative studies were based on a multisite model to
describe Pu(IV) colloids based upon the formula PuO2+x�y(-
OH)2y$zH2O derived from the perfectly ordered stoichiometric
PuO2 which would only exist in the total absence of H2O and at
low activity of oxygen.193 Here, Pu(IV) colloids are described as
Pu(IV,V) oxyhydroxide compounds having identical diffraction
patterns to PuO2 with evidence of disorder and exhibiting
a possible slight increase of the lattice parameter (when x >
0).192,199 The multisite distribution is supported by several
discrete Pu–O distances reported to range from 2.25 Å typical of
terminal Pu–OH hydroxo moieties to more than 3 Å while
keeping the Pu–Pu distances identical to bulk PuO2.200 When
necessary, the excess of oxygen is explained by the addition of
Pu(V)–O groups with observed distances in the 1.83–1.91 Å range
and a multisite distribution in the rst Pu–O shell which is
retained even if x¼ 0. The formation mechanism of the colloids
4958 | Nanoscale Adv., 2022, 4, 4938–4971
would result from irregular surface- nucleated precipitates. The
formation of bridges through hydroxyl, water molecules and
oxide bonds to accommodate the as-induced strains would
result in a disordered structure with a Pu–Pu distribution
agreeing with PuO2. The protons from hydroxo and aquo
ligands would be introduced at the origin of intrinsic vacancies
or cation substitutions in the structure.200

Comparing a 1 mM Pu(IV) solution hydrolyzed in 0.5 M NaCl
(pH ¼ 0.56) with Pu precipitates obtained by the addition of
© 2022 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2na00306f


Review Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

4 
íjn

a 
20

22
. D

ow
nl

oa
de

d 
on

 2
6.

02
.2

02
6 

3:
34

:2
5.

 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
NaOH led to the observation of a strong decrease in the coor-
dination numbers for the Pu–O shell correlated with quite high
DWFmeasuring 9.4–10.4� 10�3 Å2.83 For a solution prepared by
the hydrolysis of almost similar concentrations of Pu(IV) with
H2O, NaOH or NaCl solutions, Rothe et al. observed that the
increase of the pH of the solution was associated with an
increase followed by a decrease in the degree of splitting for the
Pu–O shell. This behavior was correlated with an increase in the
coordination numbers for the second neighboring Pu–Pu
coordination shell.83 Nevertheless, the Pu–O shell was treated
with two shell models that highlighted two contributions in the
2.20–2.24 Å and 2.38–2.42 Å range distances. The splitting of the
Pu–O shell was reported to be reduced for the sample prepared
at the highest pH (1.75) with moderate addition of NaOH. The
Pu–O shell disorder was explained by different oxygen-based
ligands including oxo O2�, hydroxo HO- and H2O moieties
that could not be discriminated by the technique. The corre-
sponding Pu–Pu distances only varied by 0.05–0.09 Å indicating
a poor inuence of the Pu–O shell disorder on them and a rigid
Pu–O–Pu basic structure for the nanoparticles. However, the
increase in the Pu coordination number for the second shell
with increasing pH and particle size suggested an increasing
order in the colloid thus supporting the proposed mechanism
involving the condensation of Pu oligomers.

The characterization of PuO2 intrinsic colloids and nano-
particles exhibiting different sizes by L3 edge EXAFS spectros-
copy revealed FT with different degrees of distortion and
splitting for the Pu–O shell.96 Dalodiere et al. observed that
these features were found to be strengthened for the smallest
PuO2 nanoparticles (Fig. 15). The t of the EXAFS data was
inspired by and constrained to match with the Pu38 cluster
model that involves 3 Pu–O distances: short (1.93–2.23 Å),
medium (2.23–2.63 Å) and long (2.63–3.13 Å) Pu–O distances.
The resulting coordination numbers observed for Pu–Pu and
Pu–O at distances typical of bulk PuO2 (i.e., the medium ones
located at 2.23–2.63 Å) were found to decrease with the
decreasing size of the nanoparticles, whereas the short Pu–O
Fig. 16 (a) FT of the k3-weighted EXAFS spectra observed for a selection
with permission from the Royal Society of Chemistry, copyright 2020. (
a function of the nanoparticle size for CeO2, PuO2 and ThO2 samples. A li
ref. 201 with permission from the International Union of Crystallography

© 2022 The Author(s). Published by the Royal Society of Chemistry
distances were found to gradually increase using this model.
These observations were combined with the absence of signif-
icant contributions from oxidation states differing with Pu(IV)
using L3 XANES, which allowed attributing the short Pu–O
distances to a surface effect most probably resulting from
terminal Pu–OHmoieties and/or m3-O atoms that may reside on
the edge of the particle. In accord with the HR-TEM experiments
which evidenced the crystalline nature of the particles in
agreement with the PuO2 uorite structure, these results
allowed describing these nanoparticles (intrinsic colloids and
nanostructured oxide) as core–shell particles made out of
a crystalline PuO2 core recovered by a thin layer of hydrolyzed
and m3-O moieties. In addition, a stronger inuence of hydrated
and/or hydrolyzed forms of Pu(IV) was suggested by oxygen K-
edge NEXAFS spectroscopy for the smallest nanoparticles
whereas the biggest colloids resembled bulk PuO2 to a greater
extent.96 A change in the surface to core atomic ratio was
proposed to explain these results. Concomitant to the O-shell,
the S/V ratio was also found to be correlated with the Pu–Pu
coordination number which decreased with the nanoparticle
size as observed in Fig. 15.

The recent EXAFS comparison of some PuO2 and ThO2

nanoparticles gave strong evidence for the absence of the
contribution of other oxidation states of Pu in the selected PuO2

nanoparticles.116 In analogy with PuO2, ThO2 crystallizes in the
uorite structure of the cubic face centered system (Fm�3m space
group) and therefore shows comparable FT for the EXAFS signal
(i.e. An–O and An–An shells). Despite their ionic radii difference
(1.05 Å for Th(IV) against 0.96 Å for Pu(IV) in 8-fold coordination),
using Th for comparison is interesting since this element exists
under these conditions only in the (+IV) oxidation state and the
potential contribution of redox reactions (in particular higher
oxidation states) is therefore excluded. ThO2 and PuO2 nano-
particles as aggregated nanoparticles, nanostructured materials
or colloids were studied with XAS. Both samples generally
exhibited FT EXAFS spectra that agreed with their bulk coun-
terparts. As previously described, both oxides additionally
of PuO2 samples exhibiting different sizes. Reproduced from ref. 116
b) Observation of the dependency of the DWF of the Pu–O sphere as
terature survey was used by the author to plot the figure. Adapted from
, copyright 2022.
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Fig. 17 (a) Comparison of the size dependence of the Pu–Pu coordination sphere when comparing EXAFS experimental data with calculations
from geometrical models for PuO2 nanoparticles. In the figure, red circles represent the experimental data: SAXS vs. EXAFS fit, whereas the blue
squares result from theoretical calculations in agreement with the published crystallographic structures. Reproduced from Micheau et al.94 with
permission from the Royal Society of Chemistry, copyright 2020. (b) Similar approach using a structural model described by the equation eqn (15)
for PuO2 and CeO2 samples. Reproduced from ref. 201 with permission from the International Union of Crystallography, copyright 2022.
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showed a gradual decrease in the EXAFS shell intensities
coupled to a distortion of the An–O coordination sphere with
the shrinking nanoparticles composing the samples
(Fig. 16a).116

The data treatment procedure was standardized in order to
facilitate the comparison between the samples and avoid the
generation of artefacts. Briey, the An–O shell was Fourier
ltered and a single An–O scattering path was used to t the
DWF parameter for an ideal 8 coordinated An–O shell. Such an
approach provided An–O distances agreeing with the respective
oxides in addition to the observation of a striking correlation
between the size-decreasing nanoparticles and the extracted
DWF parameters, which were the only oating parameters for
this shell and allows probing the overall local disorder around
the absorbing atom.116 The trend of the DWF was found to
correlate with the nanoparticle size and was very similar for
both PuO2 and ThO2 oxides. The modication of the intensity of
the EXAFS peaks was therefore correlated with a local structural
disorder driven by the nanoparticle shrinking. In agreement
with the XRD, TEM and EXAFS results which conrmed the
AnO2 structure of the nanoparticles, this phenomenon was
explained by a nanoparticle surface effect. Since Th oxidation
state is only (+IV) under these conditions, the gradual modi-
cation of the An–O sphere observed for the AnO2 samples
(decrease in intensity, distortion and splitting for the smallest
particles) was attributed to the contribution of surface atomic
sites and not to high-valence atoms in the measured samples,
thus excluding the contribution of other Pu oxidation states in
the selected PuO2 nanoparticles.116 Very recently, the above
described procedure was repeated and it conrmed the
dependency of the DWF parameter on the size of PuO2 and
ThO2 nanoparticle samples prepared by different groups and
using different synthesis routes (Fig. 16b).201 This effect was
conrmed to be dramatically increased for particles smaller
than 10 nm; moreover, the authors applied the tting approach
to CeO2 samples (isostructural oxide) and reached a similar
conclusion. It is worth noting that the DWF followed the trend
4960 | Nanoscale Adv., 2022, 4, 4938–4971
ThO2 < PuO2 < CeO2 (with a reported strong splitting of the Ce–
O shell for the smallest particles).
5.3. Probing the Pu–Pu coordination shell with EXAFS

By comparing PuO2 nanoparticles of different sizes, recent
investigations further supported the correlated variation of the
coordination numbers determined for the Pu–Pu shell. Coor-
dination numbers observed for stable intrinsic colloids ranged
between 5.0–5.7 and 8.6 for ca. 2 nm and 5.7� > 30 nm2 parti-
cles, respectively, whose values were found to be framed
between the ones observed for bulk PuO2 (CN ¼ 10.5) and the
Pu38 cluster (CN ¼ 4.4) with homogeneous Pu–Pu distances
observed at 3.81� 1 Å. This observation was attributed to a size-
dependent surface effect for the probed samples (S/V atomic
ratio) which can also be correlated with the increasing DWF
parameter (i.e. the local structural disorder) when particles
shrink.94,116 However, a comparison with the theoretical data for
the Pu38 cluster and the bulk PuO2 references revealed an
underestimation of the CN for the Pu–Pu sphere (Fig. 17). In
particular, the structural theoretical parameters observed for
the Pu38 cluster indicate CN ¼ 7.58 (i.e.much higher than CN ¼
4.4 obtained by tting the corresponding simulated spectra
with a single Pu–Pu shell) with Pu–Pu interatomic distance in
the 3.53–3.92 Å range. A comparison of the variation of the CN
(Pu–Pu) experimentally observed for various PuO2 nanoparticles
with theoretical calculations built from geometric models
coming from SAXS observations demonstrated similar trends.

This offset observed between the experimental and theoret-
ical data highlights the limits of the model used to t the Pu–Pu
coordination sphere for nanoscale materials (Fig. 17a). In
particular, CN lower than 6 should not be observed for spherical
particles since it is the lowest value supposed to be observed for
surface atoms in agreement with the Pu38 cluster. In addition to
moieties that may decrease the Pu coordination numbers at the
nanoparticle surface (e.g. m3-oxo bonds, OH groups or adsorbed
water molecules), several hypotheses were proposed to explain
© 2022 The Author(s). Published by the Royal Society of Chemistry
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such a difference including a possible size polydispersity,
surface roughness or the possible contribution of smaller Pu
clusters.83,96,156,168,202 In particular, the latter (e.g. Pu6, Pu16, Pu22)
have been reported to exhibit much lower coordination
numbers for the Pu–Pu sphere (CN ¼ 4, 5.23, and 5.36,
respectively) and could contribute to the formation mechanism
of larger clusters or particles.16,88,89 Finally, it is also worth
noting that the distance distribution of the Pu–Pu bonds can
signicantly split for nanomaterials in agreement with Fig. 13.
The average EXAFS oscillation therefore coming from core and
surface probed atoms may interfere and decrease the amplitude
of the total oscillations when measured with a single shell.

The absence of correlation between experimental EXAFS and
geometrical calculation approaches was later conrmed for the
Pu–Pu coordination shell.201 A general structural model for
MeO2 (Me ¼ Ce, Th, U or Pu) was used to take into account this
difference while considering core–shell structures for the
nanoparticles and calculating an effective Me–Me coordination
number (CNef) based on eqn (15) where Ncore and Ntotal are the
number of Me atoms in the core and total structure, respectively
(Fig. 17b). Using this approach, the authors were able to observe
a very good agreement between the experimental and theoret-
ical data, further suggesting a better EXAFS sensitivity of the
ordered core in comparison to surface atoms. In addition, it
allowed the authors to estimate the size of the core for each
plotted nanoparticle, which was found to approximately corre-
late with the lattice parameter of the studied oxides (ca. 0.4 nm).
Finally these correlations (Fig. 17b) conrmed similar structural
properties for the various studied oxides CeO2, ThO2, UO2 and
PuO2.165,201,203 It is worth noting that slight differences in
comparison to the other oxides in terms of CN for the An–An
sphere and DWF for the An–O sphere were explained by the
more amorphous nature of ThO2 nanoparticles.

CNef ¼ 12
Ncore

Ntotal

(15)

5.4. General comments about EXAFS interpretations of PuO2

nanoparticles

In view of the above, multisite distribution models generally
allow good reproducibility of the experimental data with
however a very high number of structural parameters to inter-
pret which goes with an increased uncertainty. The increasing
number of variables requires a deep questioning of the subja-
cent crystallography without further evidence. Although the
tted distances generally agree with PuO2, the observed signif-
icant decrease in the intensity of both the Pu–O and Pu–Pu
coordination spheres is most oen interpreted by a decrease in
the coordination numbers of the shells that can be explained by
an increased local disorder. Most of the authors conclude that
this increased disorder is related to the Pu–O coordination
sphere and attribute it to the effect of the nanoparticle surface
that increases when shrinking in agreement with the PuO2

crystalline structure of the nanoparticles revealed by other
techniques (including HR-TEM).83,124 The transition between Pu
clusters and bigger particles is also important to consider since
© 2022 The Author(s). Published by the Royal Society of Chemistry
the smallest objects appear to impact the Pu–Pu distances
signicantly, despite the rigid Pu–O–Pu structure supported by
all of the recent results. Indeed, recent ndings about PuO2

nanoparticles and small Pu(IV) clusters support a progressive
distortion of Pu–Pu distances from the core to the surface.16,85

The crystallographic description of plutonium clusters well
depicts what could be the atomic distribution in PuO2 nano-
particles. First of all, in the Pu38 structure the uorite-like
arrangements of Pu and O atoms in the core are preserved.
Second, the surface plutonium atoms don't necessarily bond to
hydroxomoieties but rather form m3-oxo bridges that are shorter
than the oxo bonds in the particle core by approximately 0.15 Å.
Third, water molecules may bond to the surface plutonium
atoms at longer distances. These surface oxobonds and water
molecules therefore appear as good candidates to explain the
distance distribution oen observed for the Pu–O shell of PuO2

nanoparticles (either through a large DWF or a multi-shell
model).

Furthermore, it is interesting to point out the strong differ-
ences visually and structurally observed by the various authors
in the EXAFS spectra acquired for the variety of available PuO2

nanoparticles (e.g. splitting of the Pu–O shell, differences in the
CN or DWF). Ockenden demonstrated the inuence of the
solution aging and preparation route on the electronic
absorption spectra observed for Pu(IV) colloids.65 In their rele-
vant review, Walther and Denecke indicated that colloids
prepared at low pH differ from those obtained under basic
conditions with the observation of less ordered structures when
the acidic Pu(IV) solution is quickly stabilized.40 Nevertheless,
Gerber et al. observed that the addition of ammonia to Pu(IV)
solutions yielded 2 nm spherical PuO2 nanoparticles whatever
the pH of the resulting solution in the 1–10 pH range. HERFD at
the Pu M4 edge demonstrated that Pu(IV) dominates among all
of these nanoparticles whereas an additional contribution of
Pu(III) and Pu(VI), originating from the solution, was noticed
when the nanoparticles were formed under the lowest pH
conditions (pH ¼ 1).113

Zhao et al. recently investigated the chemical behaviour of
PuO2 nanoparticles prepared by alkaline (neutralization of
Pu(IV) solution by the addition of NaOH) and acidic (precipi-
tated from heated Pu(IV) acidic solutions) routes.101 Although
both types of particles offered comparable properties according
to TEM (size from 2 to 4.5 nm with an estimated specic surface
area in the 150–210 m2 g�1 range), the particles obtained under
acidic conditions were found to form more ordered aggregates
indicative of higher crystallinity which resulted in better
stability of the particles regarding their dissolution in the
presence of montmorillonite, a mineral of environmental
signicance. Such an observation strengthened the relevance of
the nanoparticle formation conditions to their physico-
chemical properties including the long term stability of
intrinsic Pu colloids at environmentally relevant timescales.101

Interestingly, the authors also mentioned that the improved
stability generally known to be provided by the thermal treat-
ment for bulk PuO2 also appears to be true at the nanoscale for
particles exhibiting similar size properties.
Nanoscale Adv., 2022, 4, 4938–4971 | 4961
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Fig. 18 Pu L3 XANES (left) and HERFD-XANES (right) spectra comparing Pu(III)–Pu(VI) aqueous solutions with Pu(IV) colloids. Adapted from Vitova
et al.124 with permission from the Royal Society of Chemistry, copyright 2018.
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5.5. XANES spectroscopy

XANES spectroscopy has been demonstrated to be sensitive to
the charge and the local geometry of absorbing atoms. For
plutonium in nanosized objects, the absorption edge observed
by Pu L3 XANES spectroscopy (which results from dipole
allowed transitions occurring between the 2p3/2 core level and
the empty 6d states) depends on several factors. The position
and form of the edge as well as the form of the post-edge
region may be modied by the redox state of the absorbing
Pu ion, the presence of uncoordinated atoms and the strong
contribution of the surface of the nanoparticles and their
geometry (morphology, defects, edges, corners, etc.). Oxide
nanomaterials can therefore be assumed to show signicant
variations from their bulk counterparts and display particular
features in the XANES spectra as a result of size-induced
structural and electronic properties.112,124,156,202,204,205 The
energy position of the white line for Pu(III), Pu(IV), Pu(V) and
Pu(VI) aqueous species when probed at the L3 edge has been
determined at 18060.1, 18063.2, 18062.6 and 18064.8 eV,
respectively. The difference between them is signicant
enough to discriminate the main Pu oxidation state in the
PuO2 nanoparticles. However, since Pu L3 edge probes the 6d
states which are identical for Pu(IV), Pu(V), and Pu(VI), it is not
possible to affirm the exclusive contribution of only one of
them, particularly for Pu(V) and Pu(VI).205 Also, the interaction
of ligands with the nanoparticles, in addition to modications
of the local geometry, have been reported to possibly affect the
edge energy.117,192 Nevertheless, the strong predominance of
Pu(IV) oxidation state in PuO2 nanoparticles has been high-
lighted by most of the authors using L3 XANES spectroscopy in
agreement with the work of Vitova et al. illustrated in Fig. 18
(le image).83,94,111,116,124

The comparison of fresh and 5 years hydrolyzed clusters
prepared by the NaOH neutralization of a Pu(IV) acidic
4962 | Nanoscale Adv., 2022, 4, 4938–4971
solution by Ekberg et al. did not show any trace of Pu(VI).115 A
strong decrease in the CN obtained for the Pu–Pu coordina-
tion sphere, along with a decrease in the mean Pu–O distance
(CN ¼ 8, with almost identical DWF), was linked to particle
size and aging. This was explained by an evenly distributed
oxidation of Pu(IV) without the formation of plutonyl species.
These results were compared to PuO2 bulk particles (oxalic
route) in contact with water, which showed a signicant
decrease of the tted Pu–O distances (both rst and second
shells) in comparison to PuO2 references and was attributed to
the potential oxidation of the surface. Rothe et al. studied the
valence and electronic structure of Pu colloids obtained by
dilution of acidic Pu solutions in aqueous solution and by
precipitation with the addition of NaOH to acidic Pu(IV)
solutions.83 Comparable L3 XANES proles and WL positions
were observed for all of the studied samples. The absence of
signicant energy shi or extra features that could be
responsible for the presence of Pu(V) or Pu(VI) in the spectra
supported the tetravalent state of Pu in these samples.
Colloidal samples exhibited WL intensities that were inter-
mediate between the one observed for Pu(IV) aqueous ion
described by more localized 6d nal states (molecular-like
orbitals), and the one of the precipitate described with
band-like structures. The decrease of the WL amplitude was
therefore correlated with the pH increase of the solution
expressed by a particle size effect in which the density of state
tends towards the one observed for bulk PuO2 samples when
particles grow.83 Several authors evidenced the damping of the
WL and post-edge region intensities in EXAFS when analyzing
PuO2 nanoparticles.117 Walther et al. have also observed
a slight decrease in the Pu L3 XANES WL intensity during the
aging of intrinsic colloids. EXAFS spectroscopy indicated the
ripening of these colloids into crystalline PuO2 structures
strengthened with a decrease in the Pu–Pu distances and an
© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 19 (a) HERFD-XANES spectra acquired at the PuM5 edge for aqueous Pu(IV) containing 6% Pu(VI), bulk PuO2 and Pu(IV) colloids. Adapted from
Vitova et al.124 with permission from the Royal Society of Chemistry, copyright 2018. (b) HERFD-XANES spectra acquired at the Pu M4 edge for
PuO2 nanoparticles prepared by the addition of ammonia to Pu(III–V) aqueous solutions. Adapted from Gerber et al.111 with permission from the
Royal Society of Chemistry, copyright 2020.
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increase in the coordination numbers related to the Pu–O and
Pu–Pu shells.46 Note that some authors reported an inverse
effect when comparing Pu colloids with bulk PuO2 references
with a higher intensity of the WL for the latter.94,117 Therefore,
this L3-edge intensity difference observed between PuO2

nanoparticles and the bulk remains difficult to explain since
other experimentally dependent parameters including self-
absorption may contribute to the intensity variations on the
absorption edge.

Recent investigations demonstrated the dramatic increase of
the resolution of the obtained spectra by monitoring XANES in
High-Energy Resolution Fluorescence Detection (HERFD)
mode. The enhanced quality of the data results from the elim-
ination of the core–hole lifetime broadening due to the reduc-
tion of the experimental spectral width. Detailed information
about the oxidation state, electronic structure and local geom-
etry can be obtained using this approach.206 A recent review
describes the relevant state of the art of the technique.207 Fig. 18
(right image) provides HERFD-XANES spectra for Pu(IV) colloids
acquired at the Pu L3 edge against Pu(III)–Pu(VI) in aqueous
solutions. In comparison to conventional XANES spectra,
HERFD mode allowed the observation of an increase in the
intensity of the WL and better resolution.124 The rigorous
comparison of the Pu L3 XANES and HERFD-XANES experi-
mental results conrmed the absence of energy shi between
Pu(IV) colloids and aqueous Pu(IV) thus conrming the strong
predominance of the tetravalent state for the former. Using
additional computational data to calculate the XANES spectra,
the authors further explained the WL intensity reduction and
asymmetric shape observed for the Pu(IV) colloid by
© 2022 The Author(s). Published by the Royal Society of Chemistry
a condensation effect of the Pu 6d states. The results also
suggest the splitting of the Pu d states as a result of the cubic
crystal eld thus explaining the band-like structure observed for
the Pu(IV) colloids contrasting with the narrower and better
dened d state observed for aqueous Pu(IV).124

While the Pu L3 edge is measured in the hard X-ray regime
(�17–18 keV), the emerging possibility of probing the actinides
at the M4,5 edges (3.5–4 keV) recently allowed the authors to
obtain very interesting information on PuO2 nanoparticles. In
comparison to the L3 edge (which allows probing empty 6d
states), measuring Pu XANES spectra in the tender X-ray range
has been reported to be more instructive about the electronic
structure and oxidation state of An. Indeed, measuring M edges
allows probing the 5f density of states (3d–5f electronic transi-
tions) which are closer to the Fermi levels.111,114,141,207 Signicant
differences have been observed when comparing the shape of
the HERFD-XANES spectra acquired for PuO2 nanoparticles at
the M4 or M5 edges.114 This has been attributed to dipole
selection rules leading to the reaching of different 5f electronic
levels by the excited electrons (M5: J ¼ 5/2 or 7/2; M4: J ¼ 5/2
only). Fig. 19a displays HERFD-XANES spectra acquired at the
Pu M5 edge for Pu(IV) colloid, bulk PuO2 and an aqueous Pu(IV)
solution contaminated with ab. 6% Pu(VI). The signicant
contribution of Pu(VI) traces can be noticed on the aqueous
Pu(IV) spectra with a characteristic high energy shi (feature A)
and the formation of a characteristic feature (B) specic to
Pu(VI). The absence of the latter in the colloid spectra strongly
suggested the absence of Pu oxidation states other than (IV). The
analysis in the post-edge region (feature C) for bulk PuO2 and Pu
colloid conrms structural similarities for both samples.
Nanoscale Adv., 2022, 4, 4938–4971 | 4963
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Fig. 20 (a) Formation kinetics of the transformation of aqueous Pu(VI)
into PuO2 nanoparticles through a metastable Pu(V) intermediate
(conditions: 6� 10�5 M of Pu in excess of ammonia, pH 11) with crystal
structures of the formed phases (inset). (b) Corresponding HERFD
XANES spectra acquired at the Pu M4 edge for the intermediate Pu(V)
phase and the final PuO2 nanoparticles compared with references.
Reproduced from ref. 114 with permission from Wiley-VCH Verlag
GmbH & Co., copyright 2019.
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Nevertheless, the observation of a 0.5 eV energy shi for the WL
was attributed to a nanoparticle surface effect possibly related
to the presence of a tiny amount of Pu(V) or Pu(VI), surface ionic
bonds (e.g. Pu–OH, Pu–OH2), or O vacancies.124 It is important
to note that the preparation of pure Pu solutions (aqueous or
colloidal) generally used as references is tricky and the resulting
solutions described in the literature are sometimes contami-
nated by a few percent of other Pu oxidation states thus
potentially disturbing the results and interpretations.

The Pu M4 and L3 edges HERFD-XANES spectra acquired on
PuO2 nanoparticles prepared by the addition of ammonia to
Pu(III), Pu(IV) and Pu(V) solutions recently ruled out the potential
contribution of other oxidation states to these nanoparticle
structures.111 In agreement with computational approaches, the
L3 edge HERFD-XANES spectra acquired on six samples of PuO2

nanoparticles conrmed the strong predominance of the Pu
tetravalent state and did not evidence any convincing variation
when compared with a bulk reference (Fig. 19b). Thus, the
4964 | Nanoscale Adv., 2022, 4, 4938–4971
observations agreed with the PuO2 structure interpretations
extracted from XRD, HR-TEM and HEXS techniques. Note that
a slight difference in the post-edge region (18.09 keV) was
observed and attributed to a nanoparticle surface effect due to
the sensitivity of the region for decreases in CN in agreement
with analogous investigations carried out on ThO2 nano-
particles.204 Interestingly, the authors also mentioned the
absence of variations in their repeated measurements aer 4
months (samples encapsulated as wet pastes in sample holders)
which is particularly interesting when compared with other
actinide oxides, for instance UO2 which has been demonstrated
to partially oxidize and grow in size.203 Probing the Pu M4 edge
with the HERFD-XANES technique allowed the authors to go
deeper into the comparison by examining the 5f crystal eld
splitting with an Anderson impurity model (SIAM, Fig. 19b). In
addition to the white line shape and position, similar spectral
features were indeed observed between the nanoparticles and
the bulk PuO2. This particularly includes the observation of
a shoulder at high energy which agreed with the theoretical
calculations thus discarding the potential contribution of other
Pu oxidation states to the nanoparticle structure.111,114,207 The
technique also allowed the discrimination of the additional
contribution of Pu(III) and Pu(VI) aqueous ions in colloidal
dispersions of PuO2 nanoparticles prepared at low pH.113

Recently, it was described the transformation of Pu(VI) into
PuO2 nanoparticles in the presence of an excess of ammonia
(pH ¼ 11). During the process, Pu M4 edge measurements evi-
denced the formation of a metastable Pu(V) intermediate
similar to NH4PuO2CO3.114 Kinetic measurements supported by
HERFD conrmed the two-step process for the formation of the
nanoparticles (Pu(VI) / Pu(V) / Pu(IV)) and the exclusive
presence of Pu(IV) – and the absence of Pu(V) – in the nally
formed PuO2 nanoparticles of ca. 2 nm (Fig. 20).114,207
6. Going beyond the fundamental
properties of PuO2 nanoparticles

The size vs. property relationship of PuO2 nanoparticles appears
less investigated in comparison to studies related to their
synthesis approach and fundamental electronic and structural
characterizations. In contrast to bulk PuO2 which is known to
be a hard, dense and chemically poorly reactive material
generally showing an olive green color, interesting features have
been nevertheless mentioned in the literature for the nanosized
analogues. Popa and Walter indicated that PuO2 nanoparticles
prepared under hot compressed water conditions have a lighter
green color.71,118 By contrast, the PEG/ammonia route used for
the preparation of PuO2 nanoparticles116 leads to the observa-
tion of a very smooth black color powder which contrasts with
conventional observations made for bulk PuO2 (Fig. 21).
Recently, PuO2 nanoparticles obtained by auto-radiolytic
decomposition of Pu oxalate compounds were found to
exhibit a variety of colors despite evidence of similar prepara-
tion and storage conditions for the precursors (room tempera-
ture in air) and similar properties for the obtained nanocrystals
(FTIR, XRD, UV-vis spectroscopy).20,120 It is noteworthy that the
© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 21 Pictures from PuO2 nanoparticles prepared by (a) firing at
485 �C of precursors obtained by the PEG/ammonia route116 (personal
picture); (b and c) decomposition of Pu(IV) oxalates by auto-radiolysis
over 14.5 months;120 (d and e) decomposition of Pu(III) oxalates by
auto-radiolysis over 16 and 15 months, respectively.120 Figures (b–e)
were reproduced from ref. 120 with permission from John Wiley and
Sons, copyright 2021.
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authors reported the formation of PuO2 nanocrystals from both
Pu(III) and Pu(IV) oxalates. The few examples related to the
variability of powder colors strongly suggest that nanosizing
PuO2 causes a signicant impact on the electronic transitions
responsible for optical absorption which is most probably
related to surface characteristics. It is also interesting to note
that unusual colors (dull yellow, buff, kaki, black.) have been
reported for bulk PuO2 depending on the synthesis route,
chemical purity, particle size and stoichiometry.45,208 Reec-
tance spectroscopy might be used to report these interesting
observations and further advances are expected in the domain.

Through magnetization experiments, the nanosize-induced
property has been demonstrated for PuO2 nanoparticles. Bulk
PuO2 exhibits a temperature independent paramagnetic
behavior and is characterized by the absence of magnetic
moments despite the electronic conguration of Pu(IV).117,209

Magnetization experiments carried out on a mixture of PuO2

nanodots and nanorods interestingly demonstrated a magnetic
susceptibility value M/H(300 K) ¼ cDC(300 K) ¼ 0.835 � 10�3

emu mol�1, corresponding to 1.05 � 10�8 m3 mol�1 aer
conversion. This value appears in between the values reported
for Pu(III) and Pu(V) at 0.47� 10�8 m3 mol�1 and 1.63� 10�8 m3

mol�1, respectively, but more interestingly it is constrained
between the values reported for PuO2 and Pu(IV), being
2.84 � 10�8 m3 mol�1 for the latter.210–212 Such an intermediate
behaviour suggests a possible inuence of the nanoparticle
surface if a crystalline and diamagnetic PuO2 core is considered.

The evaluation of the catalytic properties of actinide oxides is
a growing topic and was recently discussed in the comprehen-
sive review of Leduc et al.10 Although plutonium appears
neglected for obvious reasons, very interesting results have been
obtained with nanosized uranium and thorium oxides sug-
gesting promising developments. The selective and reversible
extraction of Pu(IV) colloids from the soluble ionic species was
carried out in a mixture composed of n-octanol and trichloro-
acetic acid.86 This interesting approach allowed pointing out the
complexity of the surface reactivity of Pu nanoparticles raising
questions about their behavior in migration schemes.
© 2022 The Author(s). Published by the Royal Society of Chemistry
Meanwhile, the strong adsorption of Pu(IV) intrinsic colloids
onto materials acquiring a negative surface charge when con-
tacted with water (glass, paper, silica.) has been reported.45

With regard to the formation of the nanoparticles, Powell et al.
evidenced a striking difference when Pu(IV) solution was
brought in contact with goethite or quartz with the observation
of 2–5 nm Pu4O7 and PuO2 nanoparticles at the surface of the
respective materials. The difference noticed in the case of
goethite was explained by the epitaxial growth of the nano-
particles as a result of the similarity of the lattice parameters.55

Bulk PuO2 is a highly refractory material requiring drastic
conditions to be dissolved (boiling nitric media, HF, O3,
etc.).45,213–215 By comparison, easier dissolution and an increased
dissolution rate have been reported in 8MHNO3 at 80 �C for PuO2

nanomaterials prepared by hydrothermal synthesis.71 Whereas
high red PuO2 did not show signicant behavior in sonicated
water, the ultrasound treatment of nanostructured PuO2 in pure
water and an Ar/CO atmosphere was found to yield Pu(IV) intrinsic
colloids.94,96 This behavior was attributed to the improved reac-
tivity of nanostructured PuO2 in comparison to the bulk, but also
to redoxmechanisms fostered for such nanoscale oxides. Such an
approach opens interesting perspectives for the preparation of
PuO2 nanoparticles with specic properties: core–shell nano-
particles, functionalization, dissolution, etc. For instance, recent
results reported the signicant sonochemical dissolution of
nanoscale ThO2 oen used as a PuO2 simulant in dilute 0.5 M
H2SO4 (20 kHz, 20 �C) in contrast with the known strong refractory
behaviour of bulk ThO2. The mechanism was evidenced to
combine the physical effects of ultrasound, in situ generation of
H2O2 and complexation properties of sulfates which further
enabled the accumulation of a neo-formed thorium peroxo sulfate
with 1D morphology.216,217 The transposition of this work to
nanoscale PuO2 is an on-going study that demonstrated inter-
esting preliminary results.123 Moreover, the enhanced reactivity of
AnO2 nanoparticles is particularly interesting since the experi-
mental conditions used for the preparation of several nano-
structured PuO2 samples are similar to the ones used for its
industrial preparation dedicated to MOX nuclear fuel.116,121 The
potential observation of production specication differences (e.g.
density, sintering properties, microstructure, etc.) might be
explained by the contribution of nanoscale objects.

7. Conclusion and outlook

This review summarizes the recent progress in the synthesis,
characterization and multi-scale structural properties of PuO2

nanoparticles. Beyond the interest related to the fundamental
knowledge of nanoscale PuO2 (and more generally, AnO2), this
overview demonstrates that these nanomaterials constitute
a promising topic in nuclear chemistry due to their potential
implications for industrial and technological purposes. Their
potential role in radioactivity migration in the geosphere
represents another important question focusing on the past
nuclear responsibility and future energy-related activities.
Safety surface and underground storage, corrosion of the spent
nuclear fuel, preparation of reference materials for safeguards
and forensics, behavior of nuclear fuel in operation or in the
Nanoscale Adv., 2022, 4, 4938–4971 | 4965
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case of accidents, or decommissioning of polluted sites are
some of the global challenges requiring a thorough character-
ization of PuO2 nanoparticles. Nuclearized and newly developed
or improved analytical techniques, in combination with the
available access to large instruments for hot samples, highly
contributed to achieving new insights about the piece of the
chemistry puzzle addressed by the PuO2 nanoparticles.

The preparation of PuO2 nanoparticles with a controlled and
reproducible size is of paramount interest for potential appli-
cations and laboratory screening. The observed size is very oen
in the 1–5 nm range which appears particularly interesting
when focusing the size vs. structural properties relationship.
Recent results demonstrate that PuO2 particles in the 1–10 nm
size range show the most signicant effect on the modication
of their local and electronic structures. Larger particles gener-
ally correspond to bulk PuO2 to a greater extent, although their
surface chemistry may imply specic reactivity in agreement
with what was observed with other actinide oxides in hetero-
geneous catalysis, for instance. Nevertheless, accessing PuO2

nanoparticles with controlled size and morphology appears
challenging. The preparation of well-dened mixed oxide
nanoparticles and their nuclear technological options also
represent an interesting and relevant question deserving
answers. The highly debated and intriguing issue related to the
crystalline nature and the potential presence of higher valence
oxidation states in the PuO2 nanoparticles has been xed. The
development of nuclearized analytical techniques and the
increased sensitivity of spectroscopy approaches have signi-
cantly contributed to the state-of-the art knowledge related to
the electronic structure and oxidation state of the PuO2 nano-
particles. Further democratization of these recent approaches
(including for instance SAXS, HERFD-XANES, O–K edge spec-
troscopy) and their relevant combination appear essential for
the careful and thorough characterization of the physico-
chemical properties of the PuO2 nanoparticles.

More generally, PuO2 nanoparticles are dened as crystalline
particles in agreement with the PuO2 bulk uorite FCC struc-
ture. However, recent studies conrm a size-dependent struc-
tural disorder denitely related to the nanoparticle surface but
also to a gradient of Pu–Pu bond length variation within the
core by analogy with smaller clusters exhibiting some structural
similarities. Further insights are still expected in solution about
the formation mechanism of the nanoparticles and the poten-
tial contribution of smaller cluster species. Similarly, under-
standing the nature of the nanoparticle surface and its
interaction with the surroundings (adsorption of species,
interaction with other particles, dissolution, aging processes,
etc.) is challenging. The radiolysis effect of plutonium isotopes
on the local structure of the nanoparticles, on their stability, on
their surface and the surrounding and interface chemistry is
also a fair question. Finally, the related behaviour of hot parti-
cles with the biosphere including marine species appears
essential.
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