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Recent progress in 2D inorganic non-conductive
materials for alkali metal-based batteries

Yuxi Shen, Zengquan Zhu, Zhefeng Xu * and Yueming Li *

The urgent need for new energy storage devices has promoted studies on alkaline metal-based batteries

with high energy density and long life. In this case, two-dimensional (2D) inorganic non-conductive

materials have exhibited unique physicochemical properties, making them ideal candidates for energy

storage and conversion owing to their planar structure, high surface-to-volume ratio, and non-

electronic conductive nature. Among the 2D inorganic non-conductive materials, hexagonal boron

nitride (h-BN), graphitic nitride (g-C3N4), montmorillonite (MMT), and vermiculite (VMT) have shown

potential application in alkaline metal-based batteries. Herein, the strategies developed for the synthesis

of these inorganic two-dimensional non-conductive materials in recent years and their applications as

electrode material additives, metal anode supports, and building blocks of solid interfacial and separator

additives in alkali metal-based batteries are comprehensively reviewed. Subsequently, challenges

associated with the use of 2D materials in alkali metal-based batteries to improve their performance are

discussed and possible solutions are proposed. These 2D inorganic non-conductive materials have

potential to be widely used in alkali-based batteries in the future considering their unique structure and

properties.

1. Introduction

Presently, the development of renewable energy has become
necessary to address the energy crisis and environmental
pollution. However, the instability and volatility of renewable
energy sources create a significant challenge in terms of energy
storage. In this case, rechargeable batteries are widely
employed to store renewable energy and bridge the gap
between supply and demand.1 Among them, lithium-ion bat-
teries (LIBs) as a type of alkali metal-based battery have
emerged as one of the most commonly used energy storage
solutions due to their high energy density, long cycle life, and
low self-discharge rate. Nevertheless, with the rapid develop-
ment of electric vehicles and portable electronic devices, the
demand for batteries with higher energy density and extended
driving range has grown, pushing traditional LIBs close to their
limit. Consequently, researchers have shifted their attention to
next-generation battery technologies with higher theoretical
energy densities.

Besides LIBs, other alkali metal-based batteries such as
Li–metal, Li/Na–O2, Li–S, and Na/K metal batteries have attracted
significant attention due to their higher specific capacity and lower
costs. Lithium metal batteries (LMBs) have received significant

research and exploration, in which lithium metal is used as the
anode material, offering a higher theoretical energy density. As is
known, lithium metal is lightweight (0.59 g cm�3) and possesses a
low reduction potential (�3.04 V vs. the standard hydrogen
electrode) and high theoretical specific capacity (3860 mA h g�1).
However, LMBs encounter multiple challenges such as lithium
dendrite formation and electrolyte decomposition, requiring
necessary improvements for their practical application.2 In this
case, another promising type of alkaline-based battery is lithium–
sulfur (Li–S) batteries3 because of the high theoretical capacity and
abundant resources of sulfur element. However, Li–S batteries are
also associated with challenges such as the shuttle of polysulfides
and low conductivity of the S element, which need to be addressed
to achieve reliable commercialization. Additionally, lithium–oxygen
(Li–O2) batteries (LOBs) are considered potential high-energy-
density energy storage devices.4 LOBs utilize oxygen gas as the
active cathode material, enabling a higher theoretical energy den-
sity. However, LOBs are associated with challenges related to the
formation of solid oxide byproducts and the poor catalytic efficiency
of the oxygen electrode. Also, besides the scientific issues, the large-
scale application of lithium-based batteries is restricted by the
limited and uneven distribution of lithium reserves. Thus, to over-
come these issues, researchers have begun to study sodium-ion
batteries (SIBs)5,6 and potassium-ion batteries (PIBs)7 as cost-
effective alternatives to LIBs. Sodium and potassium elements with
rich resources exhibit similar chemical properties and ion transport
mechanisms, making them potential substitutes for LIBs.
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However, SIBs exhibit poor kinetic characteristics due to
the insertion of the Na ion with a larger radius into the host
structure, which can result in the degradation of the host
material. In addition, the lower Lewis acidity of sodium com-
plexes leads to the higher solubility of the solid–electrolyte
interphase (SEI), which can result in incomplete coverage of
the electrode surface and some detrimental side reactions,
accelerating the generation of heat. Furthermore, the currently
used cathode materials, including oxides, poly-anions, organ-
ics, and Prussian blue and its analogs, all suffer from poor
electronic/ion conductivity.5 In addition, although the use of
sodium metal as the anode can solve the issues of poor kinetic
insertion of Na+ ions and low capacity, it encounters a similar
dilemma as the lithium metal anode. Specifically, during the
cycling process, the reaction between sodium metal and the
electrolyte continuously increases the interface impedance and
consumes the electrolyte, leading to a continuous decrease in
the Coulombic efficiency during the charge–discharge process.
Furthermore, the formation of a large number of sodium
dendrites on the anode surface and generation of ‘‘dead sodium’’
also reduce the cycling stability. Also, the further growth of sodium
dendrites may penetrate the separator, leading to short circuits
and even explosions.8

Potassium possesses a standard hydrogen electrode poten-
tial (�2.936 V vs. SHE) between that of lithium and sodium.
Additionally, potassium ions have smaller solvation shells
compared to lithium and sodium ions, resulting in higher
ionic conductivity and solubility. However, given that research
in this field is still in its infancy, potassium-ion batteries
encounter similar challenges as SIBs. The insertion of larger
potassium ions causes more significant volume changes in
the electrode materials during the charge–discharge processes
compared to other alkali metal ion batteries, leading to
unstable electrode structures.7,9 Additionally, the low diffusion
rate of K+ in solid electrode materials limits its rate perfor-
mance. Similarly, the lower potential and higher capacity of
potassium metal make it an attractive candidate as a negative
electrode for potassium batteries. However, potassium metal
electrodes also encounter dendritic growth. Furthermore, the
incompatibility of K metal and the standard copper foil current
collectors presents another significant obstacle in the develop-
ment of PIBs.10 In this case, studies have shown that modifica-
tion of the electrode materials is very helpful in addressing the
issues in these batteries.

As is known, inorganic materials play a critical role in
alkaline metal-based batteries. For example, the common com-
mercial LIBs use graphite as the anode and LiNixCoyMnz as the
cathode. Some inorganic materials have been shown to play a
unique role in alkali metal/ion batteries. For example, sodium
trisilicate can be used as an electrode binder to produce rigid,
load-bearing batteries due to its high strength and stiffness.11

Two-dimensional (2D) inorganic non-conductive materials
with unique properties are expected to become one of the
key materials in improving the performance of batteries. 2D
inorganic materials can be divided into conductive materials,
semi-conductive materials, and insulators based on their

electronic conductivity. The representative examples of con-
ductive 2D inorganic materials include graphene, MXenes
(Mn+1AXn),12 and black phosphorus (BP) nanosheets. However,
sometimes it is fussy to distinguish between insulators
and wide-gap semiconductors, and thus these materials can
be classified as non-conductive materials. There are also
various inorganic non-conductive 2D materials such as metal
hydroxides,13 BN,14 graphitic carbon nitride (C3N4),15 MMT,
and VMT.16

In fact, non-conductive 2D inorganic materials can play
significant roles as additives for the SEI, separator, and electro-
lyte. To date, although the synthesis of non-conductive 2D
nanosheets has been summarized in previous reports,14,17–19

there are few reviews on the recent progress of 2D non-
conductive inorganic materials as functional additives in alkali
metal-based batteries.

Herein, we provide an overview of the typical 2D inorganic
non-conductive materials, including BN, g-C3N4, MMT, and
VMT developed in recent years and their application in alkali
metal-based batteries. Subsequently, we briefly discuss their
synthesis and fundamental properties. Finally, we emphasize
their applications in alkali metal-based batteries, such as Li/Na/
K-ion batteries, Li/Na/K-metal batteries, and Li–S/O batteries,
as shown in Fig. 1.

2. Overview of 2D inorganic
non-conductive materials
2.1. Basic properties of representative 2D materials

2D inorganic non-conductive materials are a class of nano-
materials with ultrathin thickness and very large lateral size.
Their unique geometric structures endow them with unique
merits including large specific surface area, short diffusion
path for carrier ions, and rich surface chemistry. Additionally,
their interlayer covalent bonds in 2D planes ensure adequate
mechanical strength. 2D materials can be prepared via the
exfoliation of layered materials. Also, 2D inorganic non-
conductive materials can be used as building blocks for other
micro/nano structures, making them suitable to be applied in

Fig. 1 Schematic diagram of the structure of representative 2D inorganic
non-conductive materials and their application in various alkali metal-
based batteries.
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various energy storage fields. Furthermore, the wide bandgap
of 2D inorganic non-conductive materials makes them favour-
able as key components in the passivation layer.

2.1.1 Basic properties of hexagonal BN. Boron nitride
exists as multiple allotropes, and among them, hexagonal
boron nitride (h-BN) and cubic boron nitride (c-BN) are the
most stable.20 h-BN is a layered hexagonal crystal, with a
structure analogous to graphite. It belongs to the P63/mmc
space group, with lattice parameters of a = 2.505 Å and c =
6.653 Å. The B and N atoms are bonded through in-plane
connections, forming a hexagonal lattice, and multiple layers
stack to create large h-BN crystals.21 Due to the sp2 bonding in
h-BN, the B–N bonds within the plane exhibit remarkable in-
plane thermal conductivity, chemical stability, and strength.
Also, due to the layered structure of h-BN bulk materials, they
can be exfoliated into BN nanosheets. The bulk modulus of a
single layer of h-BN is approximately 160 GPa, while its bending
modulus is around 31.2 GPa. The presence of empty p orbitals
in h-BN makes it an electrical insulator, with an energy band-
gap of approximately 5.955 eV.21–23 The ionic nature of the B–N
bonds results in layer-to-layer interactions, leading to an AA0

stacking configuration, where each N atom is directly above the
B atoms of the subsequent layer. In addition to AA0 stacking,
energetically higher AB stacking (Bernal stacking) is occasion-
ally observed in thin h-BN films.24–27

The unique structure of BN is responsible for its unique
properties such as high chemical stability, strong mechanical
strength, special optical properties, and special optoelectronic
properties.

2.1.2 Basic properties of g-C3N4. Graphitic carbon nitride
(g-C3N4) exhibits a planar two-dimensional layered structure
resembling graphene, with carbon and nitrogen atoms in an
sp2 conjugated configuration, forming a hexagonal structure,
as shown in Fig. 2.28 This structure consisting of six atoms is
referred to as a triazine ring. Each triazine ring is linked to an

adjacent unit through C–N bonds. Currently, it is widely
believed that g-C3N4 may have one of two chemical frameworks,
i.e., g-CN with triazine rings (C3N3), which is a part of the R3m
space group, or g-CN with 3-s-triazine rings (C6N7), which is a
part of the P6m2 space cluster.29 Within g-C3N4, each triazine
ring is connected to another ring via a terminal nitrogen ion,
resulting in a homogeneous structure capable of infinite
growth. Subsequent experimental and computational analyses
have indicated that g-C3N4 composed of triazine rings as the
fundamental unit is more stable than the structure composed
of 3-s-triazine rings. During the preparation of g-C3N4, it can
be controllably adjusted to adopt 0D, 1D, 2D, and 3D
morphologies.30 Generally, 0D-structured g-C3N4 exhibits sig-
nificant size quantization effects, surface effects, and quantum
confinement effects. In the case of 1D-structured g-C3N4

(mainly nanotubes and nanofibers), it provides a direct path-
way for electron transfer. Alternatively, the interconnected
structure of 3D g-C3N4 results in good porous channels, rapid
electron transfer, larger specific surface area, and more active
sites. Additionally, the two surfaces of its two-dimensional
nanosheets possess expansive specific surface areas and abun-
dant exposed surface sites.31 Also, due to the unique structure
of g-C3N4, it displays tunable optoelectronic properties.32

2.1.3 Clay-based 2D materials. Montmorillonite (MMT)
belongs to the natural smectite group, which is a silicate
mineral with a layered structure and high mechanical proper-
ties, as shown in Fig. 2(e).36 Its composition can be expressed as
[(Na,Ca)0.33 (Al, Mg)2(Si4O10) (OH)2�nH2O]. The basic molecular
structure of MMT is composed of silica tetrahedra and alumi-
num octahedral units. The Si4+ cation has tetrahedral coordi-
nation with oxygen, while the Al3+ cation has six-fold or
octahedral coordination with oxygen.37 MMT consists of two
layers of O–Si–O tetrahedral silicate sheets sandwiching an
alumina layer, forming a 2 : 1 clay with O–Al (Mg)–O octahedral
sheets. The silica layers form a hexagonal network by sharing
three corners with adjacent tetrahedra.38 The remaining fourth
corner of each tetrahedron is connected to adjacent octahedral
sheets. Aluminum or magnesium, coordinated with oxygen and
hydroxyl groups from the tetrahedral layer, form octahedral
layers. With the help of van der Waals and electrostatic forces,
or through hydrogen bonding, neighboring layers of approxi-
mately 10 mm in size stack to form the basic particles of MMT.39

Additionally, the isomorphous substitution of some of the Al3+

in the octahedral sheets with divalent metal cations such as
Mg2+ and Fe2+ or other lower charge cations leads to charge
deficiency in the MMT layers. In this case, to balance the charge
deficiency, interlayer cations can be exchanged with other
metal cations.40,41

Vermiculite (VMT) is a common layered silicate mineral that
is characterized by natural, non-toxic, high expansion, and
load-bearing properties. It is the primary product from the
low-temperature hydrothermal treatment of biotite and phlo-
gopite micas.42,43 VMT is formed by the progressive trans-
formation of the original mica. Monolayer VMT has a typical
2 : 1 structure, composed of two layers of silicon–oxygen tetra-
hedra sandwiching a layer of magnesium–oxygen octahedral,

Fig. 2 (a) Layered van der Waals structure of bulk h-BN and (b) planar
view of an atomically thin sheet of sp2-bonded B and N atoms that
comprise the h-BN crystal or BN nanosheets (BNNS). Adapted with
permission.33 Copyright 2012, The Royal Society of Chemistry. Stacking
2D layering composition and fundamental constituent elements of
(c) s-triazine and (d) tri-s-triazine of g-C3N4.34 Copyright 2017, Elsevier.
(e) Schematic representation of the structure of MMT.35 Copyright 2021,
Multidisciplinary Digital Publishing Institute. (f) Schematic diagram of VMT
structure.19 Copyright 2021, Elsevier.
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as shown in Fig. 2(f).44 The thickness of monolayer VMT is
approximately 1 nm, with an interlayer spacing of about
1.4 nm.20 Due to the substitution of aluminum for a portion
of silicon in the silicate layers, VMT layers carry a negative
charge.45 Therefore, there are numerous cations, such as K+,
Mg2+, and Ca2+, present in the interlayer space of VMT to main-
tain charge balance.45,46 VMT exhibits a unique characteristic
of volume expansion upon heating at elevated temperatures.47

Expanded VMT possesses excellent properties such as light
weight, low thermal conductivity, insulation, sound absorption,
and adsorption.19,48 Furthermore, delaminated VMT nano-
sheets have a larger specific surface area than expanded VMT
due to their exposed interlayer surfaces after delamination.49–53

Thus, the fresh surface of delaminated VMT nanosheets pos-
sesses abundant reactive sites, contributing to significantly
higher reactivity compared to expanded VMT. Moreover, VMT
nanosheets exhibit a high concentration of negative charges
on their surfaces, providing excellent electrical conductivity
compared to expanded VMT.54

A single layer of VMT has a typical 2 : 1 structure, which
consists of two layers of silicon oxygen tetrahedra sandwiched
by a layer of magnesium oxygen octahedra. There are many
cations, such as K+, Mg2+, and Ca2+, in the interlayer of VMT to
maintain electrical balance.19

2.2. Methods for the preparation of 2D non-conductive
materials

2.2.1 Synthesis of BN nanosheets. Several methods have
been developed to prepare h-BN nanosheets. These methods
can be divided into two categories, top–down process and
bottom–up process. Top–down processes mainly include liquid
phase exfoliation and mechanical exfoliation, while bottom–up
processes include physical vapor deposition, solvothermal
synthesis, laser plasma deposition, chemical vapor deposition,
vapor–liquid–solid growth, and molecular beam epitaxy growth.20

The detailed synthesis methods have been introduced in previous
reports. The typical bottom–up process for the growth of h-BN
involves initial annealing and treatment of the substrate/catalyst,
followed by exposure to precursors containing B and N com-
pounds at high temperatures. The catalytic substrate promotes
the decomposition of the surface precursors and the nucleation
and growth of h-BN.27,55–70 For example, h-BN can be directly
grown on SiO2 substrates using low-pressure chemical vapor
deposition (LPCVD) with solid ammonia borane precursors or
Ru (0001) surface via the CVD method, resulting in the for-
mation of h-BN films with thicknesses of dozens of nanometers
(Fig. 3(a)–(c)).71–74

2.2.2 Synthesis of g-C3N4. Similar to h-BN, both the top–
down and bottom–up approaches can be applied to prepare 2D
g-C3N4. Several methods including the template method, sol–
gel method, and exfoliation method can be used to prepare
graphitic carbon nitride. Wang et al.77 summarized the recent
advances in the preparation and environmental application
of g-C3N4-based materials. The preparation of g-C3N4 nano-
particles (NPs) involves the convection heating of various
N-containing organic compounds, including melamine, urea,

thiourea, cyanamide, and dicyandiamide.30,75,78–86 The top–
down approach utilizes methods such as thermal oxidation,
ultrasonic treatment, and chemical etching to exfoliate g-C3N4

into ultrathin sheets. The bottom–up approach involves the
direct synthesis of g-C3N4 nanosheets using nitrogen-rich pre-
cursors, templates, or intermolecular interactions.75 An exam-
ple of the top–down method is shown in Fig. 3(d), where
Niu et al.85 prepared g-C3N4 via the exfoliation of bulk g-C3N4

employing thermal oxidation. The top–down approach enables
the exfoliation of bulk materials into g-C3N4 nanosheets, but it
should be noted that the thinnest material does not necessarily
guarantee the best performance.84 In the case of the bottom–up
approach, Kang et al.86 prepared highly dispersed g-C3N4

nanosheets with a thickness of approximately 2–3 nm via the
direct in situ thermal decomposition of NH4HSO4 and mela-
mine in air.76 Additionally, Zhang et al.87 for the first time
prepared ultrathin graphite-like C3N4 (g-C3N4) nanosheets from
bulk g-C3N4 in water via a ‘‘green’’ liquid exfoliation route. The
resulting ultrathin g-C3N4 nanosheet solution was highly stable in
acidic and alkaline environments and exhibited pH-dependent
photoluminescence (PL) (Fig. 3(e)).

2.2.3 Synthesis of 2D clay nanosheets
2.2.3.1 Synthesis of 2D MMT. According to the previous

discussion, it is known that the interlayer cations of MMT
can be exchanged with other metal/organic cations. Also, ion
exchange is the most commonly applied modification method
to prepare 2D MMT nanosheets. For example, Yang et al.88

prepared lithium-intercalated MMT (Li-MMT) by adding com-
mercial calcium-based MMT and Li2CO3 to distilled water,
as shown in Fig. 4(a). Hu et al.89 employed a similar method
to modify sodium-based MMT with hexadecyltrimethylammo-
nium bromide (CTAB) to obtain CTAB-MMT, as shown in
Fig. 4(b). Specifically, during the pretreatment of the original
MMT, the slurry was first subjected to low-speed centrifugation,

Fig. 3 (a) Schematic of h-BN growth process. (b) Variation in h-BN film
thickness at different CVD growth times for Si3N4/Si, SiO2/Si, and Si
substrates.72 Copyright 2017, the American Chemical Society. (c) LEEM
images of different stages of h-BN growth on Ru(0001) via CVD.73

Copyright 2011, the American Chemical Society. (d) Schematic of the
structures of bulk g-C3N4 and the g-C3N4 nanosheets. A volume compar-
ison of 50 mg powder of bulk g-C3N4 and g-C3N4 nanosheets is given.75

Copyright 2012, Wiley-VCH. (e) Schematic diagram of preparation,
physical image, and perfect crystal structure of g-C3N4.76 Copyright
2012, the American Chemical Society.
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and then the upper suspension was centrifuged further at high
speed to obtain thinner MMT flakes. Using this ion exchange
strategy, carbon intercalated90 and FeS2 intercalated MMT91

could be prepared.

2.2.3.2 Synthesis of 2D VMT nanosheets. VMT is a type of
natural hydrate clay mineral, which is composed of multiple-
lamella (silicon–oxygen tetrahedron) and intercalated ions.93

These 2D nanosheets form three-dimensional structures
through weak interlayer interactions such as hydrogen bonds
and van der Waals forces.50 Therefore, by weakening the
interlayer interactions in the VMT interlayer space and increas-
ing the interlayer spacing, VMT can be exfoliated into two-
dimensional nanosheets.94 Thus, there is a close relationship
between the expansion and exfoliation mechanisms of VMT.

The difference between VMT exfoliation and expansion pri-
marily lies in the degree of weakening of the interlayer interactions
in VMT. When the interlayer interactions are weakened to a certain
extent, VMT undergoes exfoliation. VMT can be exfoliated into
monolayer nanosheets with diameters ranging from tens to hun-
dreds of nanometers. Furthermore, the thickness of VMT
nanosheets typically consists of only a few atomic layers.92 The
general approaches for preparing exfoliated VMT nanosheets
include chemical treatment, mechanical treatment, and a combi-
nation of both methods.51 Fig. 4c–g show the two typical examples
of the preparation of 2D VMT nanosheets.95

3. 2D inorganic materials in alkali
metal-based batteries
3.1. Application of h-BN in alkali metal-based batteries

The 2D non-conductive materials can hardly be used as elec-
trode materials directly due to their poor electron transfer

capability. However, they can be used as additives in electrode
materials, separators, and electrolytes because of their unique
structure. Given that batteries are complex systems composed
of multiple components including electrode materials, electro-
lytes, separators, and SEI layer, modification of their individual
component is expected to effectively enhance their overall
performance. On one hand, conductive 2D inorganic materials
can significantly enhance the electrochemical performance of
electrode materials. On the other hand, the components in
batteries such as separators and SEI layers require materials
with non-conductive properties. Goodenough et al.96 proposed
that the stable window of the electrolyte can be evaluated using
the following equation.

Eg = ELUMO � EHOMO.

(where ELUMO and EHOMO correspond to the voltages of the
lowest unoccupied molecular orbital (LUMO) and the highest occu-
pied molecular orbital (HOMO) of the electrolyte, respectively.)
When the chemical potential of the anode (ma) is greater than
ELUMO (ma 4 ELUMO), electrons tend to transfer from the anode to
the electrolyte LUMO conduction band, thereby reducing ELUMO,
which widens the stable window of the electrolyte. Additionally, the
formation of an SEI layer on the negative electrode can extend the
stable window, but its formation of results in irreversible lithium
consumption. Therefore, pre-assembling an artificial SEI layer on
the negative electrode of the battery can effectively widen the stable
window of the electrolyte and reduce the irreversible lithium
consumption during the formation of the SEI layer. Additionally,
the separator, as a crucial component of the battery, serves to
isolate the cathode and anode while containing the electrolyte, thus
facilitating ion transport. The failure of the membrane can have
severe consequences for the battery.

Separators play a vital role in batteries. The separator should
possess the following characteristics to ensure the proper
operation of batteries: (1) excellent chemical stability and
compatibility to prevent reactions with other battery compo-
nents and ensure compatibility with the electrolyte; (2) out-
standing mechanical strength to maintain the integrity of the
separator and prevent dendrite penetration; (3) good thermal
stability to avoid significant shrinkage at high temperatures,
and (4) good ion permeability to facilitate rapid ion transport.
The thermal stability of commercial PP or PE separators should
be further enhanced, and thus coating inorganic materials on
the surface of these separators has been proven an effective
method to improve their thermal stability.97

3.1.1 Alkali-ion batteries
3.1.1.1 Electrode material additives. As the extensively used

and commercially available alkali batteries, LIBs mainly use
graphite as the anode, but it suffers from a lack of safety and a
low theoretical capacity. In this case, graphene nanosheets can
act as anode materials with a higher capacity in LIBs; however,
their cycling stability is poor. Li et al.98 prepared reduced
graphene oxide (rGO)/nitride boron thin films through simple
vacuum filtration followed by thermal treatment (Fig. 5(a)).
Due to the unique structure of the rGO/h-BN thin films and
the synergistic effect between the layered BN and graphene,

Fig. 4 (a) Schematic illustration of the synergistic protection of MCMB by
Li-MMT and PVDF.88 Copyright 2022, The Royal Society of Chemistry.
(b) Schematic of insertion/surface-adsorption of CTAB cations in OMMT.89

Copyright 2022, Elsevier. (c) Thermally expanded vermiculite crystals (scale
bar, 5 mm), which can be exfoliated by ion exchange to form (d) nano-
sheets, SEM image (scale bar, 50 nm). (e) Single to few-layer dispersion in
water. (f) Dispersion exhibits strong birefringence when viewed through
crossed polarizers, suggesting nematic ordering originating from the high
aspect ratios of the flakes.51 Copyright 2015, Springer Nature. (g) Physical
and schematic diagram of ultrasonic and shear force preparation of
expanded vermiculite.92 Copyright 2018, The Royal Society of Chemistry.
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the electrolyte penetration was accelerated and the volume
expansion during lithiation and delithiation was buffered.
Therefore, the prepared rGO/BN binder-free film with 2 wt%
BN content exhibited high reversible capacity, high rate cap-
ability, and high capacity retention during the first 200 cycles,
achieving a capacity of 278 mA h g�1 at 100 mA g�1 as the anode
in LIBs (Fig. 5(b)). Due to the 2D structure of BN nanosheets,
porous carbon could be embedded in them using MOF-5 as a
carbon precursor.99 The prepared composites demonstrated
good cycling stability and high specific capacity characteristics.
The improved electrochemical performance was attributed to
the high specific surface area of 1790 m2 g�1 and enhanced ionic
transport, resulting from the introduction of BN nanosheets.

As an important member of the alkali metal ion battery
family, SIBs have become a strong competitor to LIBs due to the
richer availability of sodium resources in nature and moderate
energy density and power density of sodium. Datta et al.100

demonstrated through density functional theory (DFT) calcula-
tions that the adsorption energy of Li/Na in the hetero-
structures of h-BN and black phosphorus is significantly higher
than the cohesive energy of the metals. This ensures that alkali
metal aggregation is avoided within the anode material, leading
to enhanced cycling stability. Additionally, the atomic incor-
poration of Li/Na resulted in an upward shift in the Fermi level
in the hetero-structures, facilitating the transition from a
semiconductor to a metal, and subsequently improving the
conductivity. Regarding blue phosphorene, which has similar
properties to black phosphorene (Fig. 5(d)–(i)), Tian et al.102

demonstrated via calculations that when it forms a hetero-
structure with h-BN, it can achieve a high theoretical capacity
of 801 and 504 mA h g�1 for LIBs and SIBs, respectively.

Through DFT calculation, Ahuja et al.103 demonstrated
that introducing vacancy defects in the h-BN monolayer can

effectively reduce its bandgap width. When Li+, Na+, or K+ is
adsorbed, the bandgap width disappears, displaying metallic
properties. The maximum theoretical capacity of alkali metal
ions adsorbed on the h-BN monolayer reached 762, 572, and
127 mA h g�1 for Li, Na, and K, respectively; however, these
materials can hardly be used as anode materials due to their
poor electronic conductivity.

3.1.1.2 Separator additives. As one of the most critical com-
ponents of LIBs, the separator does not directly participate in
the electrochemical reaction inside the battery. However, it can
prevent contact between the electrodes to avoid internal short
circuits, store the liquid electrolyte, and ensure efficient ion
transport during charging and discharging. However, the com-
monly used polymer separators in LIBs, such as polyethylene
(PE) and polypropylene (PP), have poor thermal stability at high
temperatures. In this case, considering the excellent thermal
stability and non-conductive nature of 2D h-BN nanosheets,
they are very promising to address the poor thermal stability of
traditional polymer separators. He et al.104 fabricated a bilayer
separator by incorporating BN and LaO into a poly(vinylidene
fluoride-hexafluoropropylene) (PVH) matrix through roll-pressing
(Fig. 5(j)). The incorporation of h-BN resulted in a strong
interfacial interaction with the PVH matrix, greatly enhancing
the mechanical strength and thermal stability of the separator.
Consequently, the bilayer separator with a thickness of 25 mm only
shrank by 5.2% after annealing at 150 1C for 1 h, whereas the
shrinkage rate of the commercial Celgard 2325 separator was as
high as 40%. Furthermore, in another study by this team,101 it was
demonstrated that h-BN has strong adsorption energy and a large
interaction area with polymers, which can prevent the delamina-
tion of bilayer organic separators and lead to an improved overall
performance.

3.1.2 Alkali-metal batteries
3.1.2.1 Additives for metal surface modification. LMBs are very

promising in the future based on their high energy density.
However, the uncontrollable growth of lithium dendrites and
volume expansion during lithium plating/stripping processes
hinder their application. In this case, the high mechanical
strength and thermal stability of h-BN are considered capable
of restricting lithium dendrite growth, and therefore it has been
widely used for the modification of lithium metal anodes.
Zhu et al.105 in situ exfoliated bulk BN into BN nanosheets
using lignosulfonate (SL) and prepared a layered porous SL/BN
three-dimensional composite substrate via the freeze-casting
method. The exfoliated BN nanosheets effectively regulated the
temperature distribution and induced uniform lithium deposi-
tion. The generation of lithium dendrites was effectively sup-
pressed during the lithium plating/stripping process, achieving
stable cycling for 500 h at 4 mA cm�2. Li et al.106 improved
the performance of an LMB by introducing h-BN in Li–Zn alloy.
They proposed that the uniformly distributed h-BN in the
anode led to strong electrokinetic effects due to its high zeta
potential, resulting in the fast transport of Li-ions. Furthermore,
h-BN was found to be able to change the interface between lithium
metal and solid-state electrolytes. For instance, Huang et al.107

Fig. 5 (a) TEM images of the prepared rGO/BN-2% composite film and
rGO and BN shown in the insets. (b) Cycling performance of different
separators.98 Copyright 2015, Elsevier. (c) Illustration of the synthesis
pathway of MOF-5/BNNs-x and its cycling performance.99 Copyright
2021, Elsevier. Schematic representation of the diffusion path of alkali (d)
along the intercalated region between the h-BN and Pn layers and (g)
above the surface of the Pn layer, the diffusion barrier for (e) Li and (f) Na
along the armchair and zigzag pathways in the intercalated region and the
diffusion barrier for (h) Li and (i) Na along the armchair and zigzag pathway
over the Pn surface.100 Copyright 2016, the American Chemical Society.
(j) Schematic illustration of preparation of bi-layer separator.101 Copyright
2019, Elsevier.
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constructed an Li-BN nanosheet composite anode by adding
only 5 wt% of BN nanosheets to lithium metal, triggering the
transition from point contact to complete adhesion between
the Li metal and ceramic solid-state electrolytes, greatly reducing
the interface resistance between the electrode and the electrolyte,
and thereby improving the electrochemical performance.

3.1.2.2 Building block of artificial SEI layer. Due to the high
chemical reactivity of lithium metal, it easily reacts with the
electrolyte to form an SEI layer. Subsequently, during cycling,
uneven lithium deposition can lead to the growth of lithium
dendrites and volume expansion, resulting in the rupture of the
original SEI layer. This causes the growing lithium dendrites to
contact the electrolyte again, forming a new SEI, which then
fractures and regenerates in the following cycles. This further
promotes the growth of lithium dendrites and consumption of
the electrolyte, significantly reducing the Coulombic efficiency
of LMBs. Previous studies have shown that the adsorption
energies of Li atoms on the (001) and (110) planes of lithium
metal surfaces are �1.68 and �1.85 eV, respectively, which are
much greater than their adsorption energy on the h-BN surface
(�0.56 eV).108 According to calculation, h-BN can effectively
block electron transfer to the electrolyte. Therefore, lithium will
hardly be deposited on the surface of h-BN. Also, the introduc-
tion of h-BN can lower the migration barriers. The low lithium
migration energy barrier and high stiffness of the h-BN film can
synergistically promote the uniform distribution of lithium
underneath the h-BN film, induce a hierarchical growth mecha-
nism of the hidden lithium metal layer, and suppress the
growth of lithium dendrites.

As the building block of an artificial SEI, this boron nitride
material can be used alone or in combination with other
materials. Cui et al.109 deposited a layer of h-BN film on the
surface of copper foil via chemical vapor deposition (CVD) and
slurry coating. It was found that both methods could reduce the

deposition energy barrier due to the excellent chemical stabi-
lity, mechanical strength, and flexibility of h-BN, as shown in
Fig. 6a. Tian et al.110 used pulsed laser deposition (PLD) to
construct a 3D hairball-shaped h-BN structure consisting of
nanosheets on the lithium metal anode, in which the stable
and highly mechanically resistant h-BN coating served as an
interfacial layer. Due to the flexibility of the h-BN coating and
its ability to effectively alleviate the decomposition of the
electrolyte, the growth of lithium dendrites during cycling
was suppressed, leading to a significant improvement in
cycle stability. In addition, Li et al.111 proposed an integrated
comprehensive strategy to construct a highly dispersed BN
nanosheet and lithiophilic inorganic component (Li2O and
Li2CO3)-decorated 3D-graphene framework. Due to the Lewis
acidity and non-conductive nature of BN in the special archi-
tecture, lithium metal could be uniformly deposited from the
top to bottom. They proposed that BN and a large number of
inorganic nanoparticles not only generated a uniform electric
field to facilitate the migration of Li+, but also contributed to
the construction of a strong inorganic-rich SEI with high
mechanical and chemical stability.

3.1.2.3 Additives in separator. The greatest safety hazard
faced by LMBs is the growth of lithium dendrites, which can
penetrate the separator and cause internal short circuits and
heating, leading to battery combustion or even explosion.
Therefore, it is particularly important to improve the separator.
Hu et al.114 improved the thermal conductivity of a commercial
separator (Celgard 2325) by directly coating it with BN nano-
sheets. During cycling, the heat distribution was more uniform,
resulting in more uniform lithium plating/stripping and a better
Coulombic efficiency and cycling performance. Subsequently,
their team integrated BN nanosheets into poly(vinylidene
fluoride-co-hexafluoropropylene) (PVDF-HFP) using 3D printing
technology.115 The dispersed BN nanosheets not only facili-
tated more uniform heat distribution, but their excellent ther-
mal stability allowed the separator to shrink by only 6% after
0.5 h of treatment at 150 1C. Zhou et al.116 reported a simple
synthetic strategy for large-scale fabrication by coating h-BN/
polyimide (PI) on commercial polypropylene (PP) separators.
Due to the presence of h-BN, the separator exhibited good wett-
ability, thermal stability, and thermal conductivity. In addition,
calculations showed that h-BN has weak adsorption on the
inorganic SEI components, which can induce the formation of
a more stable SEI layer, making it both capable of inhibiting
lithium dendrites and dendrite blocking.

3.1.2.4 Additives in liquid electrolyte and gel-polymer electro-
lyte. BN nanosheets can be used as additives in both liquid
electrolytes and polymer electrolytes. Huang et al.117 reported
the use of BN nanosheets as an additive in liquid electrolytes.
The BN nanosheets could automatically and continuously
flatten the lithium deposition, preventing the formation of
lithium dendrites and reducing the volume changes during
the lithium plating/stripping process. The B atoms on the BN
nanosheets, serving as Lewis acid sites, could interact with the

Fig. 6 (a) Schematic diagram of lithium deposition and characterizations
of h-BN film.109 Copyright 2014, the American Chemical Society. (b1)
Surface SEM image of the Li electrode from the Li/PEO/Li cell. (b2) and (b3)
Cross-sectional SEM images of the Li/PEO/Li cell. (b4) Surface SEM image
of the Li electrode from the Li/BNNS-coated PEO/Li cell. (b5) and
(b6) Cross-sectional SEM images of the Li/BNNS-coated PEO/Li cell.112

Copyright 2019, The Royal Society of Chemistry. Schematic showing
(c) Li–S battery with UHEI and (d) advantages of h-BN.113 Copyright
2022, The Royal Society of Chemistry.
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Lewis basic anions in the electrolyte, lowering the concen-
tration gradient of Li+ ions and promoting the uniform deposi-
tion of lithium.

In gel polymer electrolytes (GPE), h-BN can play an important
role. Lee et al.118 found that lithium dendrite formation can be
suppressed in the gel polymer electrolyte (GPE) by incorporating
fully fluorinated polyether (PFPE)-functionalized 2D h-BN
nanosheets (FBN). Even at a low FBN content of 0.5 wt%, the
ion conductivity, Li+ transference number, and mechanical mod-
ulus of GPE were significantly improved. Using a similar strategy,
Reza et al.119 embedded highly aligned BN nanosheets into a
polyvinylidene fluoride composite electrolyte using the direct ink
writing (DIW) method. The addition of BN nanosheets resulted in
a composite electrolyte with enhanced mechanical strength,
electrochemical stability, thermal safety, and a 400% increase in
thermal conductivity. Moreover, studies have shown that the
binding energy between TFSI� and BN/PVDF is stronger than
that between Li+ and BN/PVDF, which promotes the dissociation
of LiTFSI and increases the free migration of Li+.120 These reports
disclose that BN nanosheets can significantly improve the ionic
conductivity, Li+ transference number, mechanical modulus,
tensile strength, and dendrite suppression ability of the compo-
site polymer electrolyte.

The introduction of BN nanosheets is also beneficial in
polyethylene oxide (PEO)-based electrolytes. In general, the
poor mechanical properties and low ionic conductivity of PEO
impede the suppression of lithium dendrite growth. Yao
et al.112 prepared a sandwich-structured BN nanosheet-coated
PEO polymer electrolyte in which BN serves as a protective
layer. The ionic conductivity and mechanical strength of the
BN-modified PEO were significantly enhanced. Moreover, the
BNNS-coated PEO polymer electrolyte strongly suppressed
lithium dendrite growth (Fig. 6(b1)–(b6)). Min et al.121 dis-
persed BN nanosheets (BNNSs) surface modified with SiO2 in
a PEO-based electrolyte to prepare PLSB CPE with improved
thermal stability and ionic conductivity. Ding et al.122 also
demonstrated that the binding energy of TFSI� anions to
unmodified h-BN was higher than that of Li+. Therefore, the
addition of h-BN can inhibit the diffusion of anions in the
composite polymer electrolyte, reducing the concentration
gradients and polarization, which can improve the stability of
lithium deposition. There are similar reports on the positive
role of h-BN nanosheets in suppressing the growth of lithium
dendrite in PEO electrolytes.123,124

3.1.2.5 Additives in solid-state electrolytes. As additives in
solid-state electrolytes (SSEs), the introduction of h-BN nano-
sheets can improve the ionic conductivity of SSEs, reduce the
thermal runaway of batteries, and suppress the formation of
lithium dendrites. To date, one of the constraints limiting the
practical usage of SSEs is their relatively low ionic conductivity.
In this case, it has been disclosed that the introduction of h-BN
can improve the ionic conductivity of SSEs. Choy et al.125 dis-
covered that the addition of only 1 wt% nitride-BN to garnet-type
Li6.25Al0.25La3Zr2O12 (LALZO) SSEs increased the conductivity of
the electrolyte by 30 times and the surface hardness by 6.6 times

and reduced the modulus by 6.3 times. Yang et al.126 found the
reduction of LATP SSEs by lithium metal could be suppressed
effectively by using a CVD-deposited BN nano-coating on the
surface of LATP. It was proposed that the defects in BN can allow
lithium ions to pass through, promoting Li+ migration and redu-
cing the interface impedance. For example, Xia et al.127 constructed
a three-dimensional organic/inorganic composite coating by spray-
ing BN-based release agents (BNRA) on the surface of LATP. The
BNRA layer not only protected LATP but also formed Li–N bonds
in situ, facilitating the migration of Li ions through the BN defects
at the BNBR/Li interface. Furthermore, the BNRA layer eliminated
the risk of thermal runaway by rapid in-plane diffusion.

It is worth mentioning that hybrid solid electrolytes (HSE)
have been widely studied for use in all-solid-state lithium-based
batteries due to their high ionic conductivity, mechanical
strength, enhanced electrochemical stability, and effective sup-
pression of lithium dendrite growth. Park et al.128 prepared a
standalone hybrid solid electrolyte film using poly(vinylidene
fluoride-co-hexafluoropropylene) (PVDF-HFP) as the matrix and
Li6.28Al0.24La3Zr2O12 (LALZO)/h-BN composite ceramic fillers
as the filler. The optimal proportion of h-BN (10 wt%) in the
HSE film reduced the crystallinity of the PVDF-HFP matrix,
increased the proportion of electroactive b-phase, and improved
the mechanical strength of the HSE film, as well as effectively
suppressed lithium dendrite growth.

3.1.3 Alkali–S/O batteries
3.1.3.1 The host material of sulfur. Although the lithium

metal anode discussed earlier has great potential, its energy
density is still limited by the cathode material when matched
with the currently used commercial metal oxide positive elec-
trodes. However, the development of L–S batteries has been
hindered by issues including the shuttle effect of lithium
polysulfides (LiPSs) during charge and discharge, poor electro-
nic conductivity of sulfur cathodes, and large volume changes.
Therefore, the key scientific problem currently faced by Li–S
batteries is to find effective nano-anchoring materials to immo-
bilize soluble LiPSs and suppress their shuttle effect. Through
DFT calculations, Jin et al.129 proposed that doped and defec-
tive BN nanosheets can serve as chemical fixatives for soluble
LiPS species. Dai et al.130 found that the nitrogen vacancies in
BN play a critical role in the conversion and fixation of LiPSs
and can enhance the diffusion of lithium ions in the cathode.
It is noteworthy that BN nanosheets have been frequently
used in combination with materials with high conductivity
(MXene,131 graphene,132–134 graphene oxide,133,135 carbon
nanotubes,136,137 etc.) to ensure fast electron transfer.

3.1.3.2 Separator in Li–S batteries. Many reports proved that
the modification of the separator is an effective and straight-
forward strategy to alleviate the shuttle effect and enhance the
electrochemical performance of Li–S batteries.138 Thus, con-
sidering the 2D structure and excellent mechanical properties
of BN nanosheets, they can be designed to modify the separa-
tor. Ungyu et al.139 designed a multifunctional three-layered
separator consisting of carbon layers and h-BN layers, which
effectively suppressed the shuttle effect of polysulfides.
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In addition, it effectively protected the lithium metal in the
anode from the influence of polysulfides during cycling,
enabling stable operation of the anode and exhibiting good
cycling retention performance. Using a simple BN nanosheet
coating, Chen et al.140 prepared a multiple-layer separator by
coating a thin layer of functional BN (FBN) nanosheets on a
commercial Celgard separator. Due to the strong electrostatic
interaction between the negatively charged polysulfide
products and FBN nanosheets, this BN-modified separator
could limit the migration of dissolved PSs through the separa-
tor, enhance Li+ migration, suppress the internal shuttle effect,
and enable the cell to achieve a high capacity, high-rate cap-
ability, and long-term cycling stability. Similarly, Xiong et al.141

prepared a separator composed of P-doped BN and graphene
oxide, which provided a synergistic effect of a physical barrier
and chemical adsorption for dissolved polysulfides, showing
alleviated polarization and promoted kinetics in the cell.
Chen et al.142 reported that the introduction of BN in a CoB
and rGO-modified PP separator could effectively restrict the
diffusion of polysulfides through enhanced chemical adsorption
with LiSnLi+–N bonding.

Li et al.113 reported the preparation of an ultra-thin and
highly efficient BN/single-walled carbon nanotube (BN/SWCNT)
interlayer (UHEI), which not only hindered the diffusion of
polysulfides but also promoted further redox reactions to
facilitate the transport of Li+. Additionally, UHEI could signifi-
cantly improve the electrochemical performance of Li–S bat-
teries at a high-sulfur (10 mg cm�2) and low electrolyte/sulfur
(E/S ratio of 8 mL mg�1) loading, as manifested by the higher
plateau capacities and lower polarization during discharge.

BN nanosheets can increase mechanical strength greatly.
For example, a BN-modified PVDF separator could enhance the
compressibility of batteries, which could maintain stable
cycling 20 times even when subjected to a pressure of 20 MPa.

3.1.3.3 Solid-state electrolytes additives. The use of SSEs is
considered an effective approach to simultaneously address the
shuttle effect and suppress lithium dendrite growth. The intro-
duction of BN nanosheets in SSEs can improve the interface
compatibility between the electrode and electrolyte. Ci et al.143

prepared a fully solid-state electrolyte, Li7P3S11, with a small
amount of BN nanosheets, in which the BN nanosheets could
partially isolate the Li7P3S11 solid electrolyte and metallic
lithium, thereby improving the interface compatibility between
the electrode and electrolyte The solid-state Li–S cells using
BN-combined Li7P3S11 as the solid electrolyte exhibited good
cycling stability and high Coulombic efficiency.

In the case of polymeric-based solid-state electrolytes, BN
nanosheet additives can not only enhance their mechanical
strength but also improve their ionic conductivity. Zheng
et al.144 developed a BN nanosheet-doped polymeric electrolyte
(BN-PEO-PVDF) for solid-state lithium batteries. In addition,
BN nanosheet additives can promote the thermal response
of polymeric electrolytes, leading to faster thermal equili-
bration and more uniform ion transport in the BN-PEO-PVDF
electrolyte.

3.2 Application of g-C3N4 in alkali metal-based batteries and
alkali metal ion batteries

3.2.1 Alkali metal ion batteries
3.2.1.1 Electrode material additives. Graphitic carbon nitride

(g-C3N4), an organic polymer with a graphene-like structure,
has been extensively studied in photocatalysis due to its small
band gap, large specific surface area, good chemical stability,
low toxicity, and high yield. On one hand, the feasibility of pure
g-C3N4 as an anode materials in LIBs was also studied through
DFT calculation. M. Hankel et al.145 found that when lithium
intercalates into the triangular pores of g-C3N4, its adsorption
energy (Ead) is as high as �4.2 eV, exceeding the desorption
energy of the bulk Li (�3 eV), which makes the adsorbed Li
atom difficult to desorb from the structure, resulting in an
unstable structure, poor conductivity, and limited reversible
capacity. In this case, the introduction of defects in g-C3N4 can
improve its electrochemical performance in LIBs146 to a certain
degree. However, g-C3N4 showed a poor electrochemical
performance as the anode in LIBs in most cases.

On the other hand, the combination of g-C3N4 with electrode
materials can improve their electrochemical performance
because of its N-rich content and 2D structure. It was later
discovered that due to the presence of nitrogen, g-C3N4 can
form hydrogen bonds with anode materials (such as MoS2,
SnS2, Li4Ti5O12, SnO2, Sn, and GO)147–156 in LIBs, forming a
single hybrid material that utilizes the 2D–2D molecular inter-
actions between them.

Shao et al.157 synthesized NiCo2O4 directly grown on porous
g-C3N4 nanosheets, where the interconnected NiCo2O4 nano-
particles were embedded into the porous nanosheets. Complete
coverage of the g-C3N4 nanosheets minimized the formation of
SEI layers, leading to a significant synergistic enhancement in
both electrochemical activity and stability of the hybrid mate-
rial. Similarly, Su et al.158 chose to grow ordered CuO nanorods
on 2D Cu/gC3N4 nanosheets, creating a graded CuO@Cu/
g-C3N4 nanorod film. The resulting film exhibited exceptional
stability and cycling performance in both CuO and CuO-based
nanoscale architectures, delivering a discharge-specific capa-
city of 726 mA h g�1 after 200 cycles at 0.1C and 457 mA h g�1

after 625 cycles at 1C. The presence of porous g-C3N4 endowed
the prepared structure with more active sites, facilitating Li+

transport and volume change accommodation. Yao et al.159

synthesized an MoO3MoO2 heterojunction anchored on two-
dimensional g-C3N4 nanosheets by calcining ammonium
molybdate with urea. The two-dimensional porous structure
of g-C3N4 provided abundant active sites for Li-ion storage,
enhanced the conductivity, and mitigated the volumetric expan-
sion effect during the charge–discharge cycle. In addition, it has
been reported that g-C3N4 can buffer the volume change in anode
materials. Lin et al.160 reported the synthesis of a layer-structured
g-C3N4@WS2 composite material via the solvothermal reaction.
The synthesized g-C3N4@WS2 composite material provided abun-
dant reactive sites for lithium storage and sufficient voids to
buffer the volume changes of WS2 nanoparticles.

Furthermore, the rich N content in g-C3N4 can provide more
active sites to store lithium. Sun et al.161 synthesized a laminated
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g-C3N4@rGO composite material (g-C3N4@rGO), (Fig. 6(a)), which
exhibited excellent cyclic stability (899.3 mA h g�1 after 350 cycles
at 500 mA g�1) and a significant rate performance (595.1 mA h g�1

after 1000 cycles at 1000 mA g�1). The presence of g-C3N4 in the
synthesized g-C3N4@rGO composite material increased the inter-
layer spacing of rGO and provided rich n-active sites and micro-
porous structure, thereby greatly improving the Li storage
performance. Wen et al.162 achieved a significant improvement
in performance by uniformly dispersing red phosphorus nano-
particles between the layers of rGO-C3N4 through a simple high-
energy ball milling process. This was attributed to the interface
connection formed by P–N and P–C bonding between the red
phosphorus and rGO-C3N4 skeleton, which created a smooth
Li+/e� diffusion channel and enhanced its mechanical properties.
Cui et al.163 found that the incorporation of g-C3N4 nanosheets
into a CuCo2O4 nanowire array could not only shorten the
diffusion distance of Li+ and the electron transfer pathway but
also provide more active sites for Li+ diffusion to the electrolyte,
which could buffer the volume expansion and aggregation of
CuCo2O4. Sun et al.164 found that g-C3N4 can have a similar effect
on Co1�xS anode materials in LIBs. Kim et al.165 synthesized
honeycomb-like Se-doped g-C3N4 (Se-H-g-C3N4) via pyrolysis and
selenization, where selenium served as a stronger electron-
accepting unit than carbon and nitrogen. Selenium doping also
had a significant impact on the electronic structure of the carbon
skeleton. This is because Se atoms significantly enlarged the gap
between the carbon layers, creating more active sites for lithium-
ion storage and accelerating the diffusion rate.

Moreover, g-C3N4 can act as a protective layer on the surface
of anode materials. For example, Pan et al.166 synthesized a
graphene-like carbon nitride/Mo2CTx (g-C3N4/Mo2CTx) hybrid
material via the in situ conversion of urea to g-C3N4 and
achieved the exfoliation of Mo2CTx MXene with the construc-
tion of a protective layer. Compared to pure Mo2CTx (19.2% and
101.4 mA h g�1), g-C3N4/Mo2CTx exhibited a significantly
improved initial Coulombic efficiency (70.8%) and lithium
storage performance (525.8 mA h g�1), respectively (Fig. 7(b)).

In SIBs, the incorporation of g-C3N4 in carbon can enhance
the electrochemical performance of SIBs. Taylor et al.167

obtained stacked multilayered C/g-C3N4 composites by heating
a mixture of inexpensive urea and asphalt in a single pot, which
exhibited twice the sodium storage capacity (254 mA h g�1) of
the pristine g-C3N4 composite (Fig. 7(c)). Similar phenomena
were also observed in carbon/g-C3N4 composites. The high
crystallinity of C3N4, its 2D nanosheet structure with abundant
edges and pores as well as the high concentration of pyridinic N
contribute to important factors in enhancing sodium storage168

(Fig. 7(d1)–(d6)). Similarly, in the study by Wu et al.,169 a
defective g-C3N4/graphene heterojunction was prepared by ball
milling, and the nitrogen-containing functional groups were
controlled to improve the sodium storage capacity.

It has also been proven that the combination of g-C3N4 and
conversion-type anode materials can enhance the electro-
chemical performance. Avesh et al.152 reported that g-C3N4 in
the ZnS/g-C3N4 composite could prevent the agglomeration of
nanoparticles during the charge/discharge process. The presence

of g-C3N4 alleviated the harmful volume change effect of Li+/Na+

ions during their shuttle in ZnS, leading to the composite anode
exhibiting a high reversible capacity and initial Coulombic effi-
ciency. Similarly, Im et al.170 found that the presence of g-C3N4

could restrain the severe strain caused by volume changes during
the sodium storage in SnS2.

Furthermore, the presence of g-C3N4 can enhance the K
storage in carbon materials due to its large surface area and abun-
dant active sites. For example, Zhang et al.171 designed and
synthesized a one-dimensional/two-dimensional C3N4/rGO com-
posite material as a host for potassium ions. The resulting com-
posite exhibited a significant specific capacity of 464.9 mA h g�1

after 200 cycles at 1 A g�1 and 228.6 mA h g�1 after 1000 cycles at
10 A g�1.

3.2.2 Alkali–metal batteries
3.2.2.1 Anode substrate and protective layer. The natural

formation of a ring-shaped micro-electric field induced by the
six p-electrons of N atoms in the tri-s-triazine units of g-C3N4

not only endows g-C3N4 with better lithiophilicity, leading to
the formation of more Li nucleation sites, but also significantly
reduces the Li nucleation overpotential. This suggests that
g-C3N4 holds great potential as a promising material for appli-
cation in LMBs.172,173 Due to its lithiophilic and insulation
properties, g-C3N4 can be combined with other conductive
materials as both a lithium metal anode substrate and a lithium
metal negative electrode protective layer. Yang et al.174 coated
g-C3N4 on the surface of nickel foam to combine the lithiophilicity
of g-C3N4 with the 3D structure of nickel foam, thereby inhibiting
lithium dendrite growth and reducing the volume expansion
during the deposition and stripping of lithium metal (Fig. 8(a)).
Hence, the lithium metal anode based on g-C3N4@Ni foam
displayed remarkable electrochemical performances, including
high Coulombic efficiency (maintaining 98% after 300 cycles),

Fig. 7 (a) Procedure for the synthesis of g-C3N4@RGO.161 Copyright
2018, the American Chemical Society. (b) Illustration and SEM images of
the prepared g-C3N4/Mo2CT structure, together with the cycling stability
of the assembled battery at a current density of 0.1 A g�1.166 Copyright
2021, Elsevier. (c) Configuration of a C/g-C3N4 Na full cell consisting of a
positive electrode of Na2C6O6 and a negative electrode of C/g-C3N4 and
cycling performance of a C/g-C3N4 Na full cell at 1 A g�1.167 Copyright
2019, Wiley-VCH. SEM images of (d1) PTI and (d2) MSGM together with
high-magnification images in the inset, respectively. (d3) EDS elemental
mappings and (d4)–(d6) TEM images of MSGM.168 Copyright 2021,
Elsevier.
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the ultra-long lifespan of 900 h, and low overpotential during Li
deposition of 1.0 mA h cm�2 (o15 mV). Similarly, the g-C3N4-
rGO composite with high elasticity and wrinkled structure as a
lithium metal anode substrate showed a lower nucleation
overpotential and small volume expansion during cycling.175

3.2.2.2 Components in artificial SEI layer. Some studies
showed that g-C3N4 can be a good candidate material as a
component of the artificial SEI layer because of its rich
N-containing functional groups and non-conducting nature.
Tu et al.179 prepared a g-C3N4 artificial SEI layer with a thick-
ness of only 1 nm on lithium foil. The abundant and uniformly
distributed N species in g-C3N4 could form transient Li–N
bonds with lithium ions, thereby regulating the flux of lithium
ions and enabling stable plating/stripping processes. Kang
et al.176 designed a uniform and dense artificial interface by
wrapping carbon nanofibers in commercial carbon cloth using
a g-C3N4 coating. Lithium metal could selectively deposit in the
interlayer between g-C3N4 and CC, where g-C3N4 as an artificial
interphase exhibited favorable lithiophilic properties and was
capable of regulating the distribution of Li ions and eliminat-
ing dendritic hotspots. Thus, uniform lithium deposition could
be achieved for this substrate, leading to large-capacity metal
Li storage (Fig. 8(b1)–(b3)). Furthermore, it is beneficial to
coat g-C3N4 on the surface of MXenes180 and LiMg–LiH181 as
an artificial SEI to improve the performance of LMBs.

It is also effective to coat g-C3N4 on lithium metal to enhance
the electrochemical performance of LMBs.182

3.2.2.3 Separator additives. Differing from previous reports
on artificial protective layers, Kim et al.177 constructed a dual

lithiophilic interlayer on the surface of the separator, which
although coated onto the separator, effectively functioned
similarly to an artificial SEI layer due to its direct contact with
the lithium metal. The constructed dual lithiophilic interlayer
exhibited affinity for both Li+ and Li0, featuring enhanced Lewis
basicity and orbital hybridization concepts. Furthermore, the
strong interaction between Li+ and the dual lithiophilic inter-
layer facilitated the charge transfer process. Under the driving
force of orbital hybridization, the deposition of a lithium metal
layer beneath the dual lithiophilic interlayer occurred in a
planar growth mode, alleviating the decomposition of the
electrolyte (Fig. 8(c)). The Li/Li symmetric cells employing the
dual lithiophilic interlayer functioned for over 400 cycles at
2 mA cm�2 and 2 mA h cm�2.

3.2.2.4 Additives in electrolyte and gel-polymer electrolyte.
As an additive in polymer electrolytes, g-C3N4 can play a unique
role in improving their electrochemical performance. Li et al.183

utilized g-C3N4 as an additive to mix with [bis(trifluoro-
methanesulfonimide)lithium salt/di(ethylene glycol)dimethyl
ether] (LiTFSI-DGM), creating a slurry-like polymeric electro-
lyte. Benefiting from the advantages of high mechanical
strength and layered structure availability, g-C3N4 effectively
inhibited the growth of lithium dendrites. This slurry-like
electrolyte exhibited a reduced anode-electrolyte interface resis-
tance (115 O cm2) and decreased Li plating/stripping over-
potentials (reaching as low as 50 mV and 100 mV at 0.5 mA cm�2

and 2 mA cm�2, respectively). Zhang et al.184 introduced g-C3N4

nanosheets in a PVdF-HFP based solid polymer electrolyte (SPE).
This effectively disrupted the ordered arrangement of the polymer
segments in the solid-phase electrolyte, reducing the crystallinity
of the solid electrolyte and facilitating the faster migration of
lithium ions within the PVDF-HFP matrix. Moreover, the pyridinic
N on g-C3N4 nanosheets can be considered as a Lewis base,
promoting the dissociation of LiTFSI and increasing the concen-
tration of free lithium ions. In addition, the presence of 2D g-C3N4

can improve the mechanical strength, reduce the crystallinity,
suppress the formation of lithium dendrites,185 and enhance the
thermal stability in PVDF-HFP based electrolytes.186

The addition of g-C3N4 in the PEO electrolyte can signifi-
cantly enhance its cycling stability towards lithium anodes
given that g-C3N4 widens the electrochemical window of the
electrolyte, preventing direct contact between PEO and lithium.187

The presence of electronegative N species in g-C3N4 ensures
the uniform deposition of lithium ions. Because g-C3N4 has
abundant Lewis basic active sites, the addition of g-C3N4 in
PEO-based electrolytes can regulate the distribution of Li+ ions,
thereby inhibiting the growth of lithium dendrites.188 Symmetrical
cells assembled with this CSE successfully cycled for 1400 h at
0.1 mA cm�2 and 60 1C. Additionally, PCN reduced the crystallinity
of PEO and promoted the dissociation of LiTFSI, effectively
enhancing the Li+ conductivity of the electrolyte (3.47� 10�4 S cm�1

at 60 1C).
Besides the enhancement in mechanical strength and ther-

mal stability, the presence of uniformly distributed g-C3N4

nano-fillers can significantly reduce the crystallinity of the

Fig. 8 (a) Schematic of the Li nucleation and plating process on Ni foam
and g-C3N4@Ni foam.174 Copyright 2019, Wiley-VCH. (b1) Voltage profiles
of Li–Li symmetric batteries with bare Li, Li/CC, and Li/0.2 mg-C3N4/CC
electrode at a current density of 2.0 mA cm�2. (b2) SEM images of Li/CC
and Li/0.2 mg-C3N4/CC after 10, 50, and 100 cycles in Li–Li symmetric
batteries. (b3) Nyquist plot of impedance spectra of Li–Li symmetric
batteries with Li/CC and Li/0.2 mg-C3N4/CC electrode after different
cycles.176 Copyright 2019, Wiley-VCH. (c) Schematic illustration of the
lithium deposition mechanism under dual-lithiophilic interfacial layer.177

Copyright 2022, Elsevier. (d1) and (d2) High-resolution TEM (HRTEM)
images of GO/g-C3N4/CNT (d3) and rGO/g-C3N4/CNT (d4). (d5) SEM
image and EDS elemental mapping of rGO/g-C3N4/CNT/S. (d6) Elemental
line scan of rGO/g-C3N4/CNT/S.178 Copyright 2019, the American
Chemical Society.
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polymer electrolyte and promote the dissociation of Na+

through the interaction between surface N atoms and sodium
salts, resulting in a better performance.

3.2.2.5 Solid-state electrolyte additives. The addition of
g-C3N4 nanosheets to solid-state electrolytes can change the
contact between the lithium metal and SSEs. Huang et al.189

demonstrated that the addition of g-C3N4 nanosheets to molten
lithium could transform the point contact between the lithium
metal and the garnet-type solid electrolyte into intimate con-
tact. Additionally, the increased viscosity of the molten lithium
reduced its surface tension, significantly enhancing the energy
to suppress lithium dendrite growth.

As a 2D nanosheet, g-C3N4 can be assembled in the inter-
layer of inorganic solid electrolytes. Wang et al.190 fabricated a
layered inorganic solid electrolyte (LLZO/CN LISE) with a
thickness of 30 mm by assembling LLZO nanosheets into a
layered framework and growing g-C3N4 in situ in the interlayer
spacing. At 25 1C, the LLZO/CN LISE exhibited an ion conduc-
tivity of 2.50 � 10�4 S cm�1, providing a high ion conductivity
of 167 mS. Moreover, g-C3N4 formed tight bonding with the
adjacent LLZO layers, resulting in excellent mechanical proper-
ties in the LLZO/CN LISE.

3.2.3 Additives in alkali–S/O battery
3.2.3.1 As sulfur host. Because of the rich N content and high

polarity of g-C3N4, it exhibits superior chemical adsorption
capability for LiPSs, effectively suppressing their dissolution
in the electrolyte. In its earliest application in 2016, Pang et al.
utilized graphitic carbon nitride (C3N4) as an efficient sulfur-
based matrix to enhance the cycling stability of lithium-
batteries.191,192 The pyridinic nitrogen-rich structure in g-C3N4

exhibits superior chemical adsorption capability for LiPSs.
According to DFT calculations,193 g-C3N4 is favorable for achiev-
ing anchoring effects toward LPSs through both chemical
bonding and physical confinement of the relevant species.
Also, g-C3N4 provides an appropriate binding energy, enhan-
cing the redox kinetics. The dispersion interactions are mainly
concentrated near the sulfur atoms, and the bonding and
charge transfer between Li–N/C–S result in a strong anchoring
effect. Additionally, the strong coupling interactions formed by
g-C3N4 can alleviate the interaction between LPSs and the
solvent, thereby playing a dissolution-mitigating role.

However, although feasible according to theoretical calcula-
tion, the limited conductivity of g-C3N4 hampers its practical
application. In this case, BN-based composites can overcome
this disadvantage of g-C3N4. Kuang et al.194 fabricated a 3D
lightweight and porous C3N4 nanosheet@rGO (g-C3N4@rGO)
network as a sulfur host. PCN incorporated in the nanocompo-
site provided a high nitrogen content (18.99%) for chemically
anchoring lithium polysulfides, while rGO in the nanocompo-
site facilitated rapid electron transfer. Furthermore, the high
surface area of the 3D network provided open channels for ion
diffusion and electrolyte accessibility. Employing a similar
strategy178,195 (Fig. 8(d1)–(d6)), rGO/g-C3N4/CNT was reported
as a host of LiPSs. Besides the chemical adsorption of rGO and
CNT, the enriched nitrogen (N) atoms in g-C3N4 exhibit strong

chemical adhesion for anchoring LiPSs. The dual immobilization
mechanism effectively alleviates the ‘‘shuttle effect’’ in Li–S
batteries. Thus, the discharge capacity of the rGO/g-C3N4/CNT/S
cathode after 500 cycles was 620 mA h g�1, with a low capacity
decay rate of only 0.03% at 1C. The elevated nitrogen content in
g-C3N4 effectively enhances the cycling stability of Li–S batteries
and their chemical interactions with polysulfides.196

Furthermore, due to the significantly increased number
of active sites facilitated by the high specific surface area of
g-C3N4, its combination with materials such as graphene,197

carbon hybrid cages,198 carbon nanotubes (CNT),199,200 TixOy–
Ti3C3,201 rGO (polypyrrole-coated g-C3N4),202 carbon cloth,203

MoSe2,204 MXenes205 and Ni206 as an S host resulted in excel-
lent suppression of polysulfide shuttle effects. In particular,
Chen et al.207 synthesized a composite of ultrathin MoS2

nanosheets and nitrogen-rich g-C3N4. The strong chemical
interactions between MoS2 and nitrogen-rich g-C3N4 with
lithium polysulfides effectively hindered the shuttle effect in
Li–S batteries, resulting in a stable cycling performance and
outstanding rate capability, while also efficiently suppressing
self-discharge behavior.

In addition to composites with other materials, Huang et al.208

utilized heterojunctions formed between two precursors of g-C3N4

to effectively tune its electronic cloud structure and interface
adhesion energy. This close g-C3N4/g-C3N4 interface imparted
significantly accelerated reaction kinetics and enhanced ion and
electron transport.

3.2.3.2 Separator additives. The coating of g-C3N4 on the
surface of the separator is also effective in trapping and fixing
polysulfides. Wang et al.209 coated commercial separator sur-
faces with transition metal-coordinated g-C3N4 and crystalline
carbon (M-C3N4/C). This coating exhibited excellent trapping
ability and rapid conversion capability for polysulfides. The
uniformly distributed transition metals on g-C3N4/C serve as
active centers to regulate the behavior of polysulfides, display-
ing strong chemical adsorption capacity and high catalytic
activity towards polysulfide conversion. When combined with
other functional materials, the capability of g-C3N4 to trap
polysulfides can be further improved. Wang et al.210 designed
a novel dual-functional separator, where a self-assembled
FeOOH layer was firmly formed on the PP separator surface
to chemically capture soluble polysulfides and prevent shuttle
effects. Subsequently, a coated g-C3N4/KB layer was introduced
to greatly enhance the migration of lithium ions and physically
confine the migration of the intermediate products. Conse-
quently, the batteries employing this dual-functional separator
(referred to as G-SFO) achieved remarkable rate capacities
(1000, 901, and 802 mA h g�1 at 0.5, 1, and 2C, respectively).

The doping to g-C3N4 can further improve the trapping
capability, as illustrated by Co-doped g-C3N4,211 in which doped
heteroatoms can play a role in catalytic conversion, effectively
mitigating shuttle effects.

3.2.3.3 The catalysts in Li–O battery. Due to its high nitrogen
content, g-C3N4 facilitates a simple synthesis process and
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possesses more active reaction sites compared to other nitrogen-
doped carbon materials, making it considered a viable non-
metallic electrocatalyst for the oxygen reduction reaction
(ORR). Liu et al.212 reported the synthesis of a non-metallic,
standalone mesoporous graphene@graphitic carbon nitride
(g-C3N4) composite air cathode material. In this material, the
g-C3N4 nanosheets functioned as an efficient electrocatalyst,
while the mesoporous graphene nanosheets provided spatial
accommodation for Li2O2 deposition and promoted the electron
transfer. The results demonstrated that compared to the pure
graphene air electrode, the graphene@g-C3N4 composite air
electrode exhibited a lower charging plateau by 0.48 V, a higher
discharging plateau by 0.13 V, and a discharge capacity
approaching 17 300 mA h g�1.

Moreover, the conductivity and catalytic activity of g-C3N4

can be enhanced by incorporating it in other materials that
possess better conductivity. For instance, the combination
of g-C3N4 with Co,213 Fe,214 and Ni–Co3O4,215 among others,
as non-precious metal composites has been investigated as
effective catalysts in fuel cells and LOBs. These composite
materials exhibit excellent ORR (oxygen reduction reaction)
and OER (oxygen evolution reaction) activity and durability,
which are comparable to that of commercial Pt/C catalysts.
Shui et al.216 utilized a low-cost non-precious metal composite
of LaNiO3 and g-C3N4 as a dual-functional electrocatalyst for
the air electrode in lithium–oxygen batteries. The composi-
tional strategy altered the electronic structure of LaNiO3 and
g-C3N4, ensuring a higher Ni3+/Ni2+ ratio and increased hydro-
xyl surface adsorption on CNL, thereby promoting the oxygen
reduction reaction (ORR) and oxygen evolution reaction (OER).
Yu et al.217 synthesized a composite material of CoFe2O4/
g-C3N4, where the layered structure of g-C3N4 facilitated the
transport of oxygen and lithium ions and hindered the aggre-
gation of CoFe2O4 particles. During the charge–discharge reac-
tions, the CoFe2O4 material accelerated the decomposition of
Li2O2, thereby reducing the electrode polarization.

In addition, single-atom metal catalysts have been demon-
strated to decrease costs and more effectively utilize precious
metals. Based on this, Qian et al.218 synthesized single-atom
Pt catalysts (Pt-CNHS) supported on hollow ultrathin g-C3N4

nanosheets through the liquid-phase reaction between g-C3N4

and H2PtCl6. The single-atom Pt catalyst exhibited high electro-
chemical activity. Based on the experimental results and DFT
calculations, the excellent electrocatalytic activity of Pt-CNHS
can be attributed to its large specific surface area, enhanced
conductivity, efficient interfacial mass transfer between Pt
atoms, and porous structure.

Inspired by the excellent performance of g-C3N4 in photo-
catalysis, Zhang et al.219 designed a novel photo-responsive
cathode via the in situ growth of Co-doped C3N4 (Co-C3N4)
on carbon paper (CP). The Co doping not only enhanced
the conductivity and electrocatalytic ability of C3N4 but also
facilitated bandgap tuning, broadening the wavelength range
of light response and enhancing the photocatalytic perfor-
mance of C3N4. Anik et al.220 utilized g-C3N4/rGO nanocompo-
sites as photocatalysts for efficient light-assisted charging in

lithium–oxygen batteries. The formation of new C–C bonds
between g-C3N4 and rGO during the decomposition process of
melamine led to a red shift in the absorption edge of the
nanocomposites. This red shift resulted in a reduction in the
optical band gap of the nanocomposites, enhancing the capture
and utilization of visible light. By employing the nanocompo-
sites as photoelectrodes in lithium–oxygen batteries, a signifi-
cant reduction in charging potential, particularly at high
current densities, was achieved, leading to an improved cycling
performance by the batteries.

3.3 Application of MMT and VMT in alkali-based batteries

3.3.1 Alkali metal ion batteries
3.3.1.1 Electrode material additives. Montmorillonite (MMT)

is a naturally abundant and cost-effective clay mineral consist-
ing of two layers of silica tetrahedra and aluminum octahedra
sandwiched between them. The intercalation of hydrated
cations occurs between the layers to balance the charge through
van der Waals forces. MMT possesses a high surface area,
cation intercalation/exchange capacity, scalability, and excel-
lent thermal/hydrothermal stability, making it highly promis-
ing for applications such as adsorbents, catalysts, sensors, and
filtration membranes.

In the field of energy storage, MMT nanosheets are not
suitable to act as anode materials due to their non-conductive
nature although there have been several reports on this.221,222

However, MMT can be employed as an auxiliary material in
combination with other anode materials to enhance their
electrochemical behavior. Shen et al.223 disclosed that the
addition of MMT nanosheets could enhance the structural
stability and reversibility of hard carbon materials, as shown
in Fig. 9(a) and (b).

The incorporation of MMT facilitates the formation
of a mechanically stable SEI layer, reducing the electrolyte
decomposition and maintaining the integrity of the electrode

Fig. 9 (a) TEM image and element mapping of MMT/carbon-700 1C.
(b) Rate performance at a range of current densities from 50 to
10 000 mA g�1.223 Copyright 2020, The Royal Society of Chemistry.
(c) Polymerization of anilinium in the interlamellar space of MMT forms
an intercalated nanocomposite, where the emeraldine positive charges are
balanced with the negative charges of MMT.224 Copyright 2021, Elsevier.
(d) Schematic illustration of the preparation of composite separators.225

Copyright 2022, The Royal Society of Chemistry.

Energy Advances Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

6 
er

vn
a 

20
24

. D
ow

nl
oa

de
d 

on
 1

4.
03

.2
02

6 
17

:5
2:

26
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4ya00209a


© 2024 The Author(s). Published by the Royal Society of Chemistry Energy Adv., 2024, 3, 1844–1868 |  1857

structure. Yang et al.88 utilized MMT to construct a novel
electrode/electrolyte interface for lithium-graphite dual-ion
batteries (DIBs). The prepared SEI film could modulate the
anion intercalation/deintercalation behavior, facilitating the
rapid migration of anions, while preserving the graphite struc-
ture from degradation. Also, MMT may react with the electro-
lyte decomposition products, such as HF, potentially avoiding
the corrosion of battery components under high voltage
conditions.

3.3.1.2 Separator additives
MMT as additives. Due to the high porosity and thermal

stability of MMT, it has been extensively applied in the field of
separators. Lanceros-Mendez et al.226 prepared MMT/P(VDF-
TrFE) porous films with varying MMT contents using a solvent-
casting method for LIBs. The encapsulation of MMT increased
the average pore size, porosity, and electrolyte solution absorp-
tion of the film. Also, the addition of fillers enhanced the
mechanical properties of the film. The presence of clay slightly
improved the ionic conductivity, while also significantly
improving the temperature stability. Thus, MMT nanosheets
can be an efficient additive to enhance the thermal stability,
mechanical strength, and ionic conductivity of polymer-based
separators due to their inorganic components and 2D
structure224,227,228 (Fig. 9(c)).

VMT as additives. Due to the high stability of sepiolite at
temperatures above 1000 1C, Pol et al.229 chose to coat one side
of polypropylene with a 7 mm layer of 1 : 9 sepiolite to PVDF to
enhance the thermal stability of the separator. Calorimetry
experiments showed that the sepiolite-PVDF-modified PP had
a lower heat release rate (101.7 J g�1 for PP and 83.16 J g�1 for
the modified separator) and a slightly higher melting point (DT
= +3.38 1C). This demonstrates that the sepiolite-modified
separator improved the safety. Further research on increasing
the amount of sepiolite will result in separators with even
higher melting points. Zhang et al.225 incorporated sepiolite
nanoparticles (VMT) and LAPONITEs nanoparticles (LPT) in a
polyvinylidene fluoride (PVDF) matrix to prepare organic–
inorganic composite membranes for LIBs (Fig. 9(d)). The
membrane exhibited the best performance when the ratio of
the two inorganic nanoparticles was 1 : 1. The prepared separa-
tor demonstrated the highest ionic conductivity (0.72 mS cm�1)
and the lowest interfacial impedance (283 O) at room tempera-
ture. Furthermore, the addition of VMT and LPT nanoparticles
effectively reduced the thermal shrinkage, improved the ther-
mal dimensional stability, electrolyte uptake, and porosity of
the membrane. Tu et al.230 discovered that the addition of two-
dimensional sepiolite nanosheets greatly improved the thermo-
dynamic instability of PVDF/N,N-dimethylacetamide (DMAc)
solution, leading to the formation of elongated finger-like
porous structures. When the content of the sepiolite nano-
sheets (VNs) was 7.0 wt%, the ion conductivity of the separator
increased from 0.300 mS cm�1 to 1.679 mS cm�1, and the thin
film exhibited good thermal stability, with a 2.3 1C increase
in melting point compared to neat PVDF. Also, the tensile

strength and Young’s modulus significantly increased by
168% and 172%, respectively.

3.3.1.3 Additives in electrolyte and gel-polymer Electrolyte.
Due to its 2D nanosheet structure, alkylammonium ion spa-
cing/coupling agents and PVDF-HFP copolymers could be inter-
calated in the planar layers of MMT.231 The prepared solid
polymer electrolytes (SPEs) demonstrated good ion conductivity
(e.g., 10�6 S cm�1), solvent retention capabilities, and dimen-
sional stability. Subsequently, Park et al.232,233 separately intro-
duced lithium-ion and organically modified MMT in PEO-
based electrolytes. The addition of MMT in both cases signifi-
cantly enhanced the ion conductivity of the electrolyte and
effectively reduced the crystallinity of the polymer.

Due to the unique Li+� � �O–Si interactions present in nano-
OMMT, the transfer of Li+ ions within the plastic polymer
electrolyte occurred more easily. Consequently, a higher ion
conductivity of 1.67 � 10�14 S cm�1 and a migration number of
0.67 were achieved. Similar studies were also reported by Cheng
et al.234 about a novel functionalized poly(meta-phenylene iso-
phthalamide) (PMIA)/MMT-based gel polymer electrolyte (GPE)
using the electrospinning technique. The well-dispersed MMT
fillers within the PMIA membrane could provide an electro-
negative atmosphere, facilitating the convenient transport of
lithium ions across the separator.

3.3.2 Alkali-metal batteries
3.3.2.1 Anode substrate. Due to the lithiophilic nature of

MMT, it holds great potential as a lithium metal anode sub-
strate. Zhu et al.235 employed MMT-coated copper foil as a
robust substrate to promote uniform and stable Li nucleation.
The results showed that at 2 mA cm�2 and an aerial capacity of
1 mA h cm�2, a Coulombic efficiency as high as 99% was
achieved after 700 cycles. Due to the similar properties such as
high electronegativity between VMT and MMT, they can effec-
tively adsorb Li+ and facilitate the deposition of Li+. Luo et al.236

proposed the use of a soft-hard organic–inorganic layered pearl
structure to suppress lithium dendrites. In this structure,
lithium metal was employed as the soft component, while
VMT particles served as the hard inorganic component, exhi-
biting a 30 times higher theoretical modulus. VMT flakes
possess a high negative charge. They can absorb a large number
of lithium ions in the electrolyte, and then co-deposit with
lithium ions, effectively suppressing the growth of lithium
dendrites and forming a branch-free rock-like structure after
hundreds of cycles. After the deposition of surface-adsorbed
Li+, the VMT flakes regain their negative charge and move away
from the substrate along the electric field, facilitating the
further absorption of new Li+ ions and enabling uniform
deposition in a shuttle-like manner (Fig. 10(a) and (b)).

3.3.2.2 Artificial SEI layer components. The interlayer spacing
of MMT provides a fast pathway for Li+ transport and its
inherent lithiophilicity makes it a promising candidate as
an artificial SEI layer on lithium metal anodes. Li et al.240

enhanced the SEI performance and suppressed the growth of
dendritic crystals by utilizing Li-ion-modified MMT (Li-MMT),
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resulting in significant improvements in electrochemical per-
formance. The Li-MMT SEI not only possessed inherent fast Li+

channels but also served as a reservoir, providing sufficient
lithium ions between and at the edges of the Li-MMT nano-
plates for rapid interlayer and intralayer transfer of lithium
ions. Furthermore, Shu et al.241 employed a similar strategy
using Li-MMT as an artificial SEI layer, and their research
primarily demonstrated that Li-MMT can serve as a single
pathway for lithium ions, inhibiting the transport of TFSI�

anions within the MMT layer and alleviating the concentration
gradient of Li+ at the interface (Fig. 10(c) and (d)). Zhang et al.237

proposed the use of an Ag-montmorillonite (AMMT) interlayer
Li+ conductor as an interface ion transport precision flow pump
to induce rapid and reversible electrodeposition/stripping of
Li metal. The negatively charged layer and inherent channels
of the AMMT pump could reduce the nucleation barrier and
facilitate Li+ transport.

A VMT nanosheet-based organic–inorganic hybrid film
showed a similar effect in suppressing dendritic growth and
mitigating volume fluctuations.242 The reason for the improve-
ment is related to the mechanical strength of the VN layer.

3.3.2.3 Separator additives. 2D inorganic non-conductive
materials can be used as additives to improve the performance
of separators in batteries. He et al. incorporated clay with
atomic interlayer ion channels in a polymer separator using
the electrophoretic deposition technique.243 Due to the strong
adsorption energy between Li-MMT and PVDF-HFP, the Li-
MMT/PVDF-HFP membrane exhibited significantly improved
electrolyte wettability, thermal stability, mechanical strength,
and electrochemical performance. The parallel ion channels
with unified Li+ flow direction led to the uniform deposition of

lithium ions, resulting in dendrite-free lithium anodes. Wang
et al. coated lithium-modified MMT (Li-MMT) onto a porous PP
membrane.244 Li-MMT facilitated a unified flow direction of
lithium ions, resulting in the uniform deposition of lithium
ions on the anode surface and suppression of lithium dendrite
formation. A similar enhancement by MMT nanosheets as
an additive was found in PVDF/PAN/VMT245 and PP/VMT246

in polymer separators.

3.3.2.4 Additives in electrolyte and gel-polymer electrolyte.
In addition, MMT can also function as an additive in liquid
electrolytes. Yan et al.247 introduced MMT as a nucleophilic
medium into the host electrolyte to modulate the ion distribu-
tion of lithium dendrite deposition. The redistribution of
lithium ions effectively suppressed the formation of ion-
depleted zones on the anode surface by increasing the ion
concentration at the electrode/electrolyte interface, further
delaying the occurrence of dendritic growth. As the deposition
process proceeded, MMT served as heterogeneous nucleating
seeds for Li ion adsorption, promoting uniform deposition
instead of large clusters or lithium dendrites.

Also, MMT can be used as a functional additive in quasi-
solid-state electrolytes.261 For example, Park et al.248 designed a
UV-crosslinked nanocomposite polymer–clay solid electrolyte
(U-CPCE). The addition of MMT not only altered the local
crystallinity of the polymer matrix, increasing the amorphous
region for ion conduction, but also intervened in the ion–
ion and ion-polymer interactions, enhancing the carrier
concentration. It played a crucial role in improving the ion
conductivity and facilitating Li+ migration, thus resulting in
an excellent electrochemical battery performance. Ding
et al.249 designed and fabricated a novel composite solid
electrolyte (CMP/MMT), which was composed of a robust
interpenetrating polymer network matrix and layered MMT
flakes. The ion transport pathways were well connected,
allowing full access to the active materials. The addition of
MMT not only enhanced the room temperature ionic conduc-
tivity and Li+ migration number but also provided mechanical
support to the soft polymer network, effectively preventing
short circuits under mechanical deformation, thereby exhibit-
ing an excellent electrochemical performance. Salot et al.250

incorporated MMT as an inorganic filler in a PVDF-HFP-based
gel electrolyte, resulting in an electrolyte with high ion con-
ductivity (0.48 mS cm�1 at 25 1C) and excellent thermal
stability up to 140 1C.

VMT nanosheets can work as additives in polymer-based
electrolyte. He et al.251 prepared VMT nanosheets (VNs) with
abundant cation vacancies and incorporated them into a PEO/
PVdF-HFP blend polymer electrolyte. The cation vacancies not
only provided additional Lewis acid–base interaction sites for
lithium ions but also protected the PEO chains from excessive
lithium ion oxidation, thereby enhancing the dissociation
of lithium salt and the hopping mechanism of lithium ions.
Luo et al.252 investigated vertically aligned two-dimensional VMT
nanosheets (VAVS) as advanced fillers for solid polymer electro-
lytes (SPE), exhibiting enhanced ion conductivity, Li+ transference

Fig. 10 (a) Schematic illustrating the co-deposition of Li with VS. (b) BSE
image of Li plating in EC/DEC electrolyte with 0.1% VS.236 Copyright 2023,
Nonferrous Metals Society of China. Differential charge densities of
(c) Li-MMT with TFSI� ions (Li-MMT–TFSI) and (d) Li-MMT with Li+ ions
(Li-MMT–Li+) and the corresponding adsorption energies.237 Copyright
2021, Wiley-VCH. (e) Schematic illustration of preparation of the mineral/
CB-coated separators, transmission electron microscopy (TEM) images of
Hal, Atp, Mmt, and Dao, and the rate performance of the Li–S batteries
with different separators and the CNT/S cathode.238 Copyright 2021,
Elsevier. (f) Comparison studies of the cycling performance and long-
term cycle stability of the VMT–sulfur cathodes with different S contents at
the mass loading of 2.0 mg cm�2.239 Copyright 2022, Wiley-VCH.
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number, mechanical modulus, and electrochemical stability.
Jiang et al.253 investigated a layered ionic liquid composite
electrolyte (L-ILCE) by encapsulating an ionic liquid (IL) within
the ordered interlayer nanochannels of a VMT framework.
Within the nanochannels, the fine microstructure induced the
rearrangement and crystallinity of the ionic crystals, endowing
L-ILCE with the combined advantages of liquid electrolytes
and solid electrolytes. L-ILCE exhibited high ion conductivity
(0.09–1.35� 10�3 S cm�1 in the range of�40 1C to 100 1C), while
polymers and inorganic electrolytes typically lose their ion con-
ductivity below 0 1C.

3.3.4 Alkali–S batteries. The interaction between 2D MMT
nanosheets and polysulfides can restrain the shuttle effect of
polysulfides because Si–OH groups as Lewis acid sites can form
bonds with polysulfides, which effectively inhibits the diffusion
of polysulfides to the anode.254 Furthermore, benefiting from
the interlayer cation exchangeability of MMT, the following
researchers developed various ion-intercalated MMTs to
change the charge of MMT. Specifically, carbon-intercalated
MMT (MMT@C),90 Li-MMT,244,255–257 and FeS2-intercalated
MMT (FeS2@MMT)91 were developed. Among them, Li-MMT
is more widely applied due to the presence of lithium ions in its
interlayers, which facilitates faster Li+ transport within the
material. Zhang et al.238 utilized naturally occurring minerals
with 1D to 3D microstructures as advanced separators for Li–S
batteries. The cell using the MMT/CB-Celgard separator exhibited
the highest upper plateau discharge capacity (369 mA h g�1),
initial reversible capacity (1496 mA h g�1 at 0.1C), rate perfor-
mance, and cycling stability (666 mA h g�1 after 500 cycles at 1.0C
with a capacity decay of 0.046% per cycle). Even with a high sulfur
loading (8.3 mg cm�2), the MMT/CB-Celgard separator demon-
strated stable cycling in Li–S batteries (Fig. 10(e)).

Additionally, MMT is often used in conjunction with other
materials possessing different properties. Li et al.258 developed
a multifunctional material composed of MMT and selenium-
doped sulfur-polyacrylonitrile (Se0.06SPAN) support. MMT pro-
vided sufficient channels for Li+ transport, while selenium-
doped sulfur-polyacrylonitrile catalyzed the conversion of
‘‘dead sulfur’’ and contributed to the overall capacity.

MMT nanosheets have a better ionic conductivity, thus
MMT nanosheets can be combined with materials with high
electronic conductivity to provide a fast ion/electron transport.
For example, Shao et al.256 designed a two-dimensional
(2D) heterostructure by integrating monolayer lithium-
montmorillonite (MMT) with nitrogen-doped rGO. The low
diffusion barrier layer on Li-MMT facilitated rapid Li+ trans-
port, while the adjacent RGO constructed a highly conductive
electron network, enabling efficient adsorption-diffusion-
conversion of polysulfides and achieving fast electrochemical
reaction kinetics.

The addition of VMT to the electrode can act as a host for
sulfur loading to confine elemental sulfur and immobilize
polysulfides, resulting in an enhanced rate and cycling perfor-
mance.239 Compared to conventional carbon-sulfur composite
materials, the VMT-sulfur composites demonstrated an improved
rate performance and enhanced cycling stability (Fig. 10(f)).

VMT in Li–S batteries. VMT-based separators can inhibit the
diffusion of polysulfides on the separator through electrostatic
interactions and spatial hindrance.259 Meanwhile, the inorganic
thin flakes with high strength and Young’s modulus can prevent
the penetration of metallic lithium dendrites, resulting in
improved safety in the battery. Wang et al.260 prepared a thin
film composite solid electrolyte (LCSE), namely Vr/PEO-LCSE,
by filtering VMT nanosheets, and subsequently embedding
PEO–LiTFSI in the interlayer via an expansion filtration method.
The continuous interlayer channels exhibited favorable PEO chain
mobility and LiTFSI dissociation, resulting in an ion conductivity
of 1.22 � 10�5 S cm�1 at 25 1C for Vr/PEO-LCSE.

Tables 1 and 2 summarize the application of 2D inorganic
non-conductive materials in alkali metal-based batteries. Overall,
these materials can be used as additives for the SEI building
block, separators and electrode substrate to improve the electro-
chemical performance of alkali metal-based batteries.

3.4 Challenges and outlook

The application of 2D inorganic non-conductive materials in
enhancing the performance of alkali metal-based batteries has
achieved certain success, but there are still many challenges
that need to be carefully considered.262 Firstly, inexpensive
methods for producing high-quality 2D materials on a large
scale are still lacking at present. For example, it has been
reported that the industrial-scale efficiency to prepare BN
nanosheets via the exfoliation of BN bulk material is less
than 30%.263 Moreover, many 2D inorganic nanosheets are
prepared by exfoliation of the corresponding bulk layered
materials. Consequently, defects and/or impurities can be
introduced in 2D inorganic materials during their prepara-
tion. Thus, it is highly desirable to develop novel methods to
prepare inorganic nanosheets on a large scale.264 Secondly,
it remains a significant challenge to synthesize the 2D
inorganic materials with a controllable microstructure. Thus,
the optimization of the microstructure of 2D inorganic mate-
rials including surface functional groups and number of
nanosheet layers should be carried out to realize desirable
properties. Thirdly, it is still a great challenge to fine-
control the electrode functionalities by using 2D materials
or assemblies of 2D materials in battery systems because
the electrochemical performance of batteries is affected by
many factors.265 After the introduction of 2D materials in
battery system, new surfaces and/or interfaces are formed
among the electrode components. As is known, the surface
and interface in the electrode strongly affect the mass
transport, charge transfer and ion diffusion in batteries.
Thus, further studies on the effects of 2D inorganic materials
on the electrode should be performed systematically,
especially the relationship between the interfacial properties
of inorganic nano-sheets and their functionalities as addi-
tives at the atomic level. Finally, it is very important to
develop new 2D non-conductive materials with new structures
and properties to fulfil the requirements in multiple fields in
the future.

Review Energy Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

6 
er

vn
a 

20
24

. D
ow

nl
oa

de
d 

on
 1

4.
03

.2
02

6 
17

:5
2:

26
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4ya00209a


1860 |  Energy Adv., 2024, 3, 1844–1868 © 2024 The Author(s). Published by the Royal Society of Chemistry

Table 1 The application of 2D inorganic non-conductive materials as additives in alkali-ion/S batteries

Material Additives Capacity Rate capacity Cycling stability Ref.

1. BN
rGO/BN thin film LIBs-anode At 0.1 A g�1, 278 mA h g�1 At 1 A g�1, 121 mA h g�1 About 100%, 200 cycles 98
MOF-5/BNNs LIBs-anode At 0.1A g�1, 1050 mA h g�1 At 2 A g�1, 409 mA h g�1 About 100%, 1000 cycles 99
PVH–LaO/PVH-BN LIBs-separator At 0.5C, 158 mA h g�1

(Based on LFP)
At 20C, 78 mA h g�1 96%, 1500 cycles 104

PE-BN/PVDF-HFP LIBs-separator At 2C, 120 mA h g�1

(Based on LFP)
At 4C, 108 mA h g�1 95%, 500 cycles 101

v-BN Li–S-cathode At 0.2C, 1262 mA h g�1

(1C = 1675 mA g�1)
At 1C, 699 mA h g�1 58%, 500 cycles 130

BN/graphene Li–S-cathode At 0.1C, 1553 mA h g�1 At 2C, 914 mA h g�1 90%, 500 cycles 132
FBN/graphene Li–S-cathode At 0.2C, 1125 mA h g�1 At 6C, 556 mA h g�1 93%, 1000 cycles 133
S-BN@rGO Li–S-cathode At 0.2C, 1137 mA h g�1 At 5C, 523 mA h g�1 73%, 500 cycles 135
BN/CNTs Li–S-cathode At 0.2C, 1374 mA h g�1 At 4C, 840 mA h g�1 77%, 500 cycles 136
f-BNNS/f-CNTs Li–S-cathode At 0.2C, 1136 mA h g�1 At 5C, 430 mA h g�1 Above 100%,

500 cycles
137

BN-carbon separator Li–S-separator At 0.5C, 1018 mA h g�1 At 4C, 780 mA h g�1 76%, 250 cycles 139
FBN separator Li–S-separator At 0.2C, 1486 mA h g�1 At 7C, 718 mA h g�1 89%, 1000 cycles 140
BN-P@GO Li–S-separator At 0.2C, 1092 mA h g�1 At 3C, 626 mA h g�1 59%, 500 cycles 141
CoB/BN@rGO Li–S-separator At 0.35 mA cm�2, 1450 mA h g�1 At 8.7 mA cm�2,

480.2 mA h g�1
77%, 700 cycles 142

BN/SWCNT Li–S-separator At 0.1C, 1124 mA h g�1 — —, 100 cycles 113
P-BNNS-PP Li–S-separator At 0.3C, 1429 mA h g�1 — 85%, 200 cycles 138
BN doped Li7P3S11 Li–S-SSEs At 0.05C, 803 mA h g�1 — 22%, 50 cycles 143
BN-PEO-PVDF Li–S-SSEs At 0.05C, 1000 mA h g�1 At 0.5C, 400 mA h g�1 —, 50 cycles 144
2. g-C3N4
Li4Ti5O12/g-C3N4 LIBs-anode At 0.2C, 174.8 mA h g�1

(1C = 175 mA h g�1)
At 3.2C, 142.1 mA h g�1 87%, 500 cycles 147

g-C3N4/MoS2/ZnS LIBs-anode At 0.5 A g�1, 900 mA h g�1 At 6 A g�1, 298 mA h g�1 99%, 500 cycles 148
MoS2/g-C3N4 LIBs-anode At 0.05C, 2467 mA h g�1

(1C = 1A g�1)
— 48%, 200 cycles 149

SnO2@C3N4 LIBs-anode 156 mA g�1, 995 mA h g�1 3943 mA g�1, 329 mA h g�1 57%, 100 cycles 150
SnS2/g-C3N4/graphite LIBs-anode At 1A g�1, 571 mA h g�1 At 5 A g�1, 470 mA h g�1 99.3%, 470 cycles 151
ZnS/g-C3N4 L/SIBs-anode At 0.1 A g�1, 920 mA h g�1 (LIB) At 1 A g�1, 612 mA h g�1 (LIBs) —, 200 cycles 152

At 0.1 A g�1, 501 mA h g�1 (LIB) At 0.1 A g�1, 920 mA h g�1 (LIB) —, 100 cycles
SnS2@g-C3N4 LIBs-anode At 50 mA g�1, 736 mA h g�1 At 500 mA g�1, 736 mA h g�1 —, 600 cycles 153
SnO2/g-C3N4 LIBs-anode At 0.1C, 733 mA h g�1 — —, 60 cycles 154
SnO2/GO/g-C3N4 LIBs-anode At 0.1C, 1456 mA h g�1 — —, 100 cycles 155
Sn/g-C3N4 LIBs-anode At 100 mA g�1, 592 mA h g�1 At 500 mA g�1, 420 mA h g�1 53%, 100 cycles 156
NiCo2O4/g-C3N4 LIBs-anode At 100 mA g�1, 1367 mA h g�1 At 1000 mA g�1, 452 mA h g�1 78%, 100 cycles 157
CuO@Cu/g-C3N4 LIBs-anode At 0.1C, 777 mA h g�1 At 2C, 450 mA h g�1 —, 625 cycles 158
MoOx/UCN LIBs-anode At 0.1 A g�1, 1069 mA h g�1 At 2A g�1, 703 mA h g�1 70%, 100 cycles 159
g-C3N4/WS2 LIBs-anode At 0.1C, 655.7 mA h g�1 At 2C, 247.4 mA h g�1 68.7%, 200 cycles 160
g-C3N4@RGO LIBs-anode At 50 mA g�1, 911 mA h g�1 At 800 mA g�1, 666 mA h g�1 —, 1000 cycles 161
P/rGO-C3N4 LIBs-anode At 200 mA g�1, 1806 mA h g�1 At 1000 mA g�1, 855 mA h g�1 —, 600 cycles 162
CuCo2O4@g-C3N4 LIBs-anode At 0.1 A g�1, 577 mA h g�1 At 2 A g�1, 499 mA h g�1 76%, 60 cycles 163
Co1�xS@g-C3N4 LIBs-anode At 0.1 A g�1, 789 mA h g�1 — —, 210 cycles 164
Se-H-g-C3N4 LIBs-anode At 0.1 A g�1, 814 mA h g�1 At 2 A g�1, 544 mA h g�1 54%, 1000 cycles 165
g-C3N4/Mo2CTx LIBs-anode At 0.1 A g�1, 606 mA h g�1 At 2 A g�1, 257 mA h g�1 97%, 1800 cycles 166
C/g-C3N4 SIBs-anode At 0.1 A g�1, 254 mA h g�1 At 1 A g�1, 151 mA h g�1 —, 400 cycles 167
crystalline C3N4/C SIBs-anode At 0.1 A g�1, 286 mA h g�1 At 3.2 A g�1, 151 mA h g�1 —, 2000 cycles 168
Graphite/g-C3N4
heterojunction

SIBs-anode At 0.1 A g�1, 285 mA h g�1 At 1 A g�1, 111 mA h g�1 —, 10 000 cycles 169

SnS2@g-C3N4 SIBs-anode At 50 mA g�1, 901 mA h g�1 At 2000 mA g�1, 610 mA h g�1 123%, 400 cycles 170
1D/2D C3N4/rGO KIBs-anode At 0.1 A g�1, 464 mA h g�1 —, 1000 cycles 171
PCN/rGO Li–S-cathode At 0.1C, 1205 mA h g�1 At 5C,483 mA h g�1 61%, 800 cycles 194
3D Porous S/graphene@g-C3N4 Li–S-cathode At 0.5C, 1116 mA h g�1 At 5C, 828 mA h g�1 86%, 800 cycles 195
rGO/g-C3N4/CNT Li–S-cathode At 0.05C, 1263 mA h g�1 At 2C, 554 mA h g�1 85%, 500 cycles 178
S/g-C3N4 Li–S-cathode At 0.2C, 1018 mA h g�1 At 5C, 607 mA h g�1 72%, 300 cycles 196
g-C3N4/graphene Li–S-cathode At 0.2C, 1098 mA h g�1 At 2C, 631 mA h g�1 —, 1000 cycles 197
g-C3N4/CNT Li–S-separator At 0.2C, 870 mA h g�1 At 2C, 755 mA h g�1 85%, 500 cycles 199
Fe/Co-C3N4/C/S Li–S-cathode At 0.1C, 1257 mA h g�1 At 2C, 453 mA h g�1 78%, 135 cycles 200
TixOy–Ti3C2/C3N4 Li–S-cathode At 0.5C, 749 mA h g�1 — 56%, 2000 cycles 201
MXene/g-C3N4 Li–S-cathode At 1C, 718 mA h g�1 At 4C, 632 mA h g�1 59%, 500 cycles 205
MoS2/g-C3N4 Li–S-cathode At 0.5C, 925 mA h g�1 At 8C, 472 mA h g�1 73%, 500 cycles 207
g-C3N4/g-C3N4 Heterojunction Li–S-cathode At 1C, 640 mA h g�1 — 67%, 150 cycles 208
Ni–C3N4/C Li–S-separator At 0.1 A g�1, 1253 mA h g�1 At 2 A g�1, 835 mA h g�1 89%, 300 cycles 209
FeOOH/coated g-C3N4/KB Li–S-separator At 0.1C, 1246 mA h g�1 At 2C, 802 mA h g�1 50%, 900 cycles 210
Co-doped g-C3N4 Li–S-separator At 0.2C, 1121 mA h g�1 At 2C, 529 mA h g�1 95%, 250 cycles 211
Graphene@g-C3N4 Li–O-catalyst 0.2 mA cm�1, 17 300 mA h g�1 0.4 mA cm�1, 1000 mA h g�1 —, 105 cycles 212
Pt@g-C3N4 Li–O-catalyst At 0.2 A g�1, 13 843 mA h g�1 At 0.8 A g�1, 5964 mA h g�1 —, 100 cycles 218
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Table 1 (continued )

Material Additives Capacity Rate capacity Cycling stability Ref.

3. MMT
MMT/carbon LIBs-anode At 0.02 A g�1, 1432 mA h g�1 — —, 50 cycles 223
MCMB@MMT DIBs-anode At 2C, B 80 mA h g�1 — 100%, 1000 cycles 88
MMT/P(VdF-TrFE) LIBs-separator At 0.1C, 119 mA h g�1 At 1C, 86 mA h g�1 — 226
PVDF/MMT LIBs-separator At 0.2C, 138 mA h g�1 At 1C, 128 mA h g�1 100%, 50 cycles 227
5 M/P-PMIA LIBs-gel polymer

electrolyte
At 2C, 140 mA h g�1 — 89%, 200 cycles 234

MMT@C@PP Li–S-separator At 0.5 mA cm�1, 1049 mA h g�1 At 3 mA cm�1, 684 mA h g�1 90%, 300 cycles 90
Co/N-C@Li-MMT Li–S-separator At 0.1C, 1275 mA h g�1 At 2C, 656 mA h g�1 —, 100 cycles 255
MMT/RGO-PP Li–S-separator At 0.1C, 1389 mA h g�1 At 3C, 848 mA h g�1 47%, 800 cycles 256
PPY/Li-MMT Li–S-separator At 0.2 mA cm�1, 1226 mA h g�1 At 5 mA cm�1, 540 mA h g�1 —, 500 cycles 257
FeS2@MMT Li–S-separator At 0.2C, 1168 mA h g�1 At 10C, 358 mA h g�1 69%, 1000 cycles 91
Mmt/carbon black Li–S-separator At 0.1C, 1496 mA h g�1 At 3C, 541 mA h g�1 77%, 500 cycles 238
Se0.06SPAN/MMT@PP Li–S-separator At 0.1C, 1454 mA h g�1 At 5C, 670 mA h g�1 66%, 1000 cycles 258
4. VMT
VMT/PP LIBs-separator At 0.1C, 148 mA h g�1 (LFP) — —, 25 cycles 229
PVDF/VMT/LPT LIBs-separator At 0.5C, 161 mA h g�1 (LFP) — 98%, 100 cycles 225
PVDF/VMT LIBs-separator At 0.2C, 155 mA h g�1 (LFP) At 2C, 119 mA h g�1 (LFP) 95%, 100 cycles 230
2D vermiculite separator Li–S-separator At 0.1C, 1000 mA h g�1 At 2C, 600 mA h g�1 —, 50 cycles 259
Vr/PEO-LCSE Li–S-SSEs At 0.05C, 1252 mA h g�1 At 0.2C, 1000 mA h g�1 —, 150 cycles 260

Table 2 The application of 2D inorganic non-conductive materials as additives in alkali-metal batteries

Material Additives in battery system

Electrochemical performance

Ref.
Half-cell (current density
& capacity; cycling life; CE)

Symmetric cell (current density
& capacity; cycling life)

1. BN
LHC/BN LMBs-anode 1 mA cm�2, 1 mA h cm�2

500 cycles; 98.5%
1 mA cm�2, 1 mA h cm�2; 700 h 105

h-BN/Zn–Li alloy LMBs-anode — 2 mA cm�2, 2 mA h cm�2; 600 h 106
Li-BNNS LMBs-anode — 0.3 mA cm�2, 0.15 mA h cm�2; 380 h 107
h-BN on Cu LMBs-artificial SEI layer 0.5 mA cm�2, 1 mA h cm�2

50 cycles; 97%
— 109

Hierarchical h-BN
protective layer

LMBs-artificial SEI layer — 1 mA cm�2, 1 mA h cm�2; 1700 h 110

BN/inorganics/rGO LMBs-artificial SEI layer 0.5 mA cm�2, 1 mA h cm�2

300 cycles; 98.5%
0.5 mA cm�2, 1 mA h cm�2; 1600 h 111

BN@PP LMBs-separator 0.5 mA cm�2, 1 mA h cm�2

100 cycles; 92%
— 114

BN/PVDF-HFP LMBs-separator 0.5 mA cm�2, 0.5 mA h cm�2

90 cycles; 92%
1 mA cm�2, 1 mA h cm�2; 500 h 115

BN coating PP LMBs-separator — 5 mA cm�2, 5 mA h; cm�2; 80 h 116
BN nanosheets LMBs-electrolyte 1 mA cm�2, 1 mA h cm�2

180 cycles; 99%
1 mA cm�2, 1 mA h cm�2; 1500 h 117

2D BN nanoflakes LMBs-gel polymer electrolyte — 1 mA cm�2, 1 mA h cm�2; 2000 h 118
PVdF CPE-BN LMBs-gel polymer electrolyte — 0.1 mA cm�2, 0.05 mA h cm�2; 2000 h 119
h-BN enhanced
PVDF-based CPE

LMBs-gel polymer electrolyte — 0.1 mA cm�2, —; 1200 h 120

BNNS/PEO LMBs-polymer solid-state
electrolyte

— 0.3 mA cm�2, —; 750 h 112

PEO/LiTFSI/SiO2@BNNS LMBs-polymer solid-state
electrolyte

— 0.4 mA cm�2, —; 1000 h 121

PEO/LiTFSI/h-BN LMBs-polymer solid-state
electrolyte

— 0.2 mA cm�2, —; 430 h 122

ANF-PEO-BN LMBs-polymer solid-state
electrolyte

— 0.1 mA cm�2, 0.2 mA h cm�2; 3250 h 123

BN/LATP/BN LMBs-solid-state electrolyte — 0.3 mA cm�2, —; 3250 h 126
BNRA-LATP LMBs-solid-state electrolyte — 0.05 mA cm�2, —; 1200 h 127
PVDF-HFP/LALZO/h-BN LMBs-solid-state electrolyte — 2 mA cm�2, —; 1000 h 128

2. g-C3N4

g-C3N4@Ni foam LMBs-anode 2 mA cm�2, 1 mA h cm�2

300 cycles; 98%
1 mA cm�2, 1 mA h cm�2; 900 h 174

rGO-C3N4 LMBs-anode 1 mA cm�2, 1 mA h cm�2

300 cycles; 96.6%
1 mA cm�2, 1 mA h cm�2; 1700 h 175
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4. Conclusions

In this review, we summarized the recent progress in the appli-
cation of two-dimensional inorganic non-conductive materials
in alkali metal-based batteries. Due to their excellent specific
surface area and unique physical/chemical properties, two-
dimensional inorganic materials have shown great potential
in alkali metal-based batteries. Their non-conductive nature and
special properties allow them to be applied not only as additives in
electrode materials but also in separators, artificial protective
layers, and solid-state electrolytes. In this review, we provided a
detailed account of the research progress on these materials as
electrode materials or additives in alkali metal-based batteries, as
well as their applications as separators, substrates for lithium/
sodium/potassium metal anodes, anchoring materials in Li–S
batteries, and catalytic materials in Li–O batteries.

The characteristics of two-dimensional inorganic non-
conductive materials endow them with great potential for
further development. For instance, the abundant adsorption
sites in BN and g-C3N4 for alkali metal ions make them excellent
additives for alkali metal-based ion batteries. Also, due to the
exceptional film-forming properties of two-dimensional materials,
they can even replace binders and directly form independent
thin films with the electrode materials. Moreover, the excellent
mechanical properties, thermal stability, and ion transport pro-
perties of two-dimensional inorganic materials make them promis-
ing candidates as separator additives and protective layers for alkali
metal-based battery anodes. The addition of materials such as BN
and g-C3N4 can effectively reduce the crystallinity of polymer electro-
lytes and enhance the ion transport. Additionally, their strong
anchoring and oxygen reduction capabilities make them excellent
main materials or additives for sulfur cathodes and air electrodes.

Table 2 (continued )

Material Additives in battery system

Electrochemical performance

Ref.
Half-cell (current density
& capacity; cycling life; CE)

Symmetric cell (current density
& capacity; cycling life)

Graphitic C3N4 LMBs-anode 1 mA cm�2, 1 mA h cm�2

40 cycles; —
1 mA cm�2, 1 mA h cm�2; 400 h 179

g-C3N4/CC LMBs-anode — 2 mA cm�2, —; 1500 h 176
g-C3N4/Ti3C2Tx LMBs-anode 0.5 mA cm�2, 1 mA h cm�2

400 cycles; 98.4%
0.5 mA cm�2, 0.5 mA h cm�2;
1100 cycles

180

LiH&Li3N@g-C3N4 LMBs-anode — 1 mA cm�2, 1 mA h cm�2; 1100 h 181
Acid-treated g-C3N4 LMBs-artificial SEI layer — 1 mA cm�2, 1 mA h cm�2; 2100 h 182
P doped C3N4 LMBs-anode — 2 mA cm�2, 2 mA h cm�2; 800 h 177
LiTFSI-DGM-C3N4 LMBs-polymer electrolyte — 0.5 mA cm�2, 1.5 mA h cm�2; 580 h 183
g-C3N4@PVDF-HEP LMBs-solid polymer electrolyte — 0.05 mA cm�2, 0.1 mA h cm�2; 1000 h 184
PVDF-HFP/LATP/g-C3N4 LMBs-composite polymer

electrolyte
— 0.1 mA cm�2, —; 200 h 185

g-C3N4/LATP/ PVDF LMBs-composite polymer
electrolyte

— 0.1 mA cm�2, —; 740 h 186

g-C3N4 modified PEO electrolyte LMBs-solid polymer electrolyte — 0.1 mA cm�2, —; 900 h 187
PEO/porous g-C3N4/LiTFSI LMBs-solid polymer electrolyte — 0.1 mA cm�2, —; 1400 h 188
LLZO/ g-C3N4 LMBs-solid-state electrolyte — 0.1 mA cm�2, —; 1500 h 190

3. MMT
MMT@Cu LMBs-anode 2 mA cm�2, 1 mA h cm�2

700 cycles; 98.4%
1 mA cm�2, 1 mA h cm�2;
20 000 min

235

Li-MMT LMBs-artificial SEI layer 0.5 mA cm�2, 0.5 mA h cm�2

400 cycles; 98.4%
0.5 mA cm�2, 0.5 mA h cm�2; 1000 h 240

Single-ion-conducting
Li-MMT

LMBs-artificial SEI layer — 0.5 mA cm�2, 0.5 mA h cm�2; 1300 h 241

Ag-MMT LMBs-artificial SEI layer 1 mA cm�2, 1 mA h cm�2

400 cycles; 97.5%
1 mA cm�2, 1 mA h cm�2; 2500 h 237

Li-MMT/PVDF-HFP LMBs-separator — 0.5 mA cm�2, —; 300 h 243
Li-MMT/PP LMBs-separator 1 mA cm�2, 1 mA h cm�2

200 cycles; 98.2%
1 mA cm�2, 1 mA h cm�2; 800 h 244

MMT LMBs-electrolyte additive 0.5 mA cm�2, 0.5 mA h cm�2

300 cycles; 98%
1 mA cm�2, —; 1200 h 247

ETPTA/PVdF-HFP/MMT LMBs-composite polymer
electrolyte

— 0.5 mA cm�2, —; 500 h 248

CMP/MMT LMBs-solid polymer electrolyte 0.2 mA cm�2, 0.2 mA h cm�2

300 cycles; 96%
0.2 mA cm�2, 0.2 mA h cm�2; 1200 h 249

4. VMT
VMT flakes LMBs-anode — 1 mA cm�2, 1 mA h cm�2; 600 h 236
Dual-layer VMT hybrid film LMBs-artificial SEI layer — 1 mA cm�2, 1 mA h cm�2; 670 h 242
PVdF/PAN/VMT LMBs-separator — 1 mA cm�2, 2 mA h cm�2; 600 h 245
Vermiculite composite separator LMBs-separator 1 mA cm�2, 1 mA h cm�2

300 cycles; 98.1%
2 mA cm�2, 1 mA h cm�2; 500 h 246

VNs filled PEO-based GPE LMBs-gel polymer electrolyte — 1 mA cm�2, —; 1000 h 251
VAVS-CSPE LMBs-solid polymer electrolyte — 0.5 mA cm�2, 0.083 mA h cm�2 1300 h 252
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In summary, the application of two-dimensional inorganic non-
conductive materials in lithium metal-based batteries has been
widely studied, but their application in sodium/potassium metal-
based batteries still needs to be further studied. There are
still many obstacles to be overcome from laboratory research to
industrial production. Two-dimensional inorganic non-conductive
materials offer new choices for constructing components of alkali
metal-based batteries and show potential to contribute to a better
battery performance. In the future, it is expected that alkali metal-
based batteries with a higher capacity, higher rate performance,
longer cycle life, and lower cost will be achieved by optimizing the
present 2D materials and developing novel 2D materials.

Author contributions

Yuxi Shen, writing original draft. Zengquan Zhu, data preparation.
Zhefeng Xu, supervision. Yueming Li, supervision, writing – review
& editing, project administration.

Data availability

No primary research results, software or code have been included
and no new data were generated or analysed as part of this review.

Conflicts of interest

There are no conflicts to declare.

Acknowledgements

This work was financially supported by the National Natural
Science Foundation of China (Grant No. 51972281), the Natural
Science Foundation of Hebei Province for Innovation Groups
Program (C2022203003), and foundation of State Key Labora-
tory of Metastable Materials Science and Technology.

Notes and references

1 W. Zhang, Y. Huang, Y. Liu, L. Wang, S. Chou and H. Liu,
Adv. Energy Mater., 2019, 9, 1900464.

2 W. Cao, Q. Li, X. Yu and H. Li, Controlling Li deposition
below the interface, eScience, 2022, 2, 47–78.

3 J. Y. Wei, X. Q. Zhang, L. P. Hou, P. Shi, B. Q. Li, Y. Xiao,
C. Yan, H. Yuan and J. Q. Huang, Adv. Mater., 2020,
32, 2003012.

4 C. Shu, J. Wang, J. Long, H. K. Liu and S. X. Dou, Adv.
Mater., 2019, 31, 1804587–1804630.

5 C. Yang, S. Xin, L. Mai and Y. You, Adv. Energy Mater., 2020,
11, 2000974.

6 Y. Sun, J.-C. Li, H. Zhou and S. Guo, Wide-temperature-
range sodium-metal batteries: from fundamentals and
obstacles to optimization, Energy Environ. Sci., 2023, 16,
4759–4811.

7 X. Min, J. Xiao, M. Fang, W. Wang, Y. Zhao, Y. Liu,
A. M. Abdelkader, K. Xi, R. V. Kumar and Z. Huang, Energy
Environ. Sci., 2021, 14, 2186–2243.

8 C. Chu, R. Li, F. Cai, Z. Bai, Y. Wang, X. Xu, N. Wang, J. Yang
and S. Dou, Energy Environ. Sci., 2021, 14, 4318–4340.

9 R. Rajagopalan, Y. Tang, X. Ji, C. Jia and H. Wang, Adv.
Funct. Mater., 2020, 30, 1909486.

10 P. Liu and D. Mitlin, Acc. Chem. Res., 2020, 53, 1161–1175.
11 A. Ransil and A. M. Belcher, Structural ceramic batteries

using an earth-abundant inorganic waterglass binder,
Nat. Commun., 2021, 12, 6494.

12 Y. Shen, Z. Pu, Y. Zhang, Y. Chen, H. Zhang, N. Wang,
H. Qiu and Y. Li, J. Mater. Chem. A, 2022, 10, 17199–17207.

13 J. E. ten Elshof, H. Yuan and P. Gonzalez Rodriguez, Adv.
Energy Mater., 2016, 6, 1600355.

14 M. G. Rasul, A. Kiziltas, B. Arfaei and R. Shahbazian-
Yassar, npj 2D Mater. Appl., 2021, 5, 56.

15 J. Wang and S. Wang, Coord. Chem. Rev., 2022, 453,
21338–21354.

16 Z. Zeng, Y. Dong, S. Yuan, W. Zhao, L. Wang, S. Liu,
Y. Yang, P. Ge, W. Sun and X. Ji, Energy Storage Mater.,
2022, 45, 442–464.

17 S. Angizi, S. A. A. Alem, M. Hasanzadeh Azar, F. Shayeganfar,
M. I. Manning, A. Hatamie, A. Pakdel and A. Simchi, Prog.
Mater. Sci., 2022, 124, 100884.

18 N. Yaghmaeiyan, M. Mirzaei and R. Delghavi, Results
Chem., 2022, 4, 100549.

19 M. Li, Y. Zhao, Z. Ai, H. Bai, T. Zhang and S. Song, Chem.
Phys., 2021, 550, 111313.

20 S. Angizi, S. A. A. Alem, M. Hasanzadeh Azar, F.
Shayeganfar, M. I. Manning, A. Hatamie, A. Pakdel and
A. Simchi, Prog. Mater. Sci., 2022, 124, 100884.

21 W. Paszkowicz, J. B. Pelka, M. Knapp, T. Szyszko and
S. Podsiadlo, Appl. Phys. A: Mater. Sci. Process., 2002, 75,
431–435.

22 N. Izyumskaya, D. O. Demchenko, S. Das, Ü. Özgür, V. Avrutin
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