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Self-assembled, low molecular weight hydrogels are of particular interest for the
development of responsive materials because they exhibit tunable viscoelasticity, high
water content, and shear-thinning behavior, which make them suitable for various
applications as biomimetic materials. Moreover, such hydrogels are quite easy to
prepare. Here, a three-component gel is prepared by adding the peptide AAP-FGDS to
an agarose polymer network. The photoresponsive peptide hydrogel exhibits excellent
reversible properties. The photoisomerization of the peptide is enabled by lanthanide-
doped upconversion nanoparticles (UCNP) added as a third component in the gel.
UCNP can convert excitation in the near infrared (NIR) range into emission of higher
energy through the process of upconversion. Irradiation with an NIR laser dissolves the
self-assembled three-dimensional network structure of the peptide, resulting in a softer
hydrogel. The three-component supramolecular gel can potentially be used for in vivo
applications considering the fact that (unlike harmful UV light) NIR light can penetrate
deeply into tissue.

Introduction

Hydrogels based on self-assembling peptides have garnered significant interest
due to their biocompatibility, structural versatility, and ability to form well-
defined supramolecular networks under mild conditions. These peptide-based
hydrogels can be precisely tailored to exhibit specific mechanical properties
and response to external stimuli, such as pH, temperature, and light. Many
researchers have demonstrated the potential of peptide-based hydrogels as
responsive materials, capable of adapting their structure and function in
response to their environment. Their studies further highlight how these systems
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combine molecular programmability with biological functionality, making them
ideal candidates for applications in regenerative medicine, tissue engineering,
and controlled drug delivery.'”

Peptide-based hydrogels have emerged as versatile materials due to their
ability to self-assemble into well-defined supramolecular networks through non-
covalent interactions. The primary driving forces for hydrogel formation include
the hydrophobic effect, -7 stacking interactions, hydrogen bonding, and van
der Waals forces, all of which contribute to the stability and tunability of these
materials. In particular, the hydrophobic residues within peptides minimize
unfavorable interactions with water, while -1 stacking interactions among
aromatic residues reinforce the structural integrity of the gel network. These
interactions are further complemented by hydrogen bonding along the peptide
backbone, providing dynamic reversibility and adaptability in response to envi-
ronmental stimuli such as pH, temperature, and light.***

In the context of photoresponsive hydrogels, the integration of molecular
photoswitches such as arylazopyrazole (AAP) introduces a unique dynamic
component, enabling controlled phase transformations via external light stimuli.
Upon UV irradiation, the AAP moiety undergoes photoisomerization from the
trans (E-isomer) to cis (Z-isomer) configuration, disrupting w-m stacking and
hydrophobic interactions within the peptide network. This transition results in
a gel-to-sol transformation, as observed in the AAP-FGDS system. Reversion to the
trans isomer through visible light exposure restores these interactions, reassem-
bling the gel network and recovering its mechanical properties.”

Incorporating lanthanide-doped upconversion nanoparticles (UCNP) into
these systems allows precise excitation of the AAP moiety with biocompatible
near-infrared (NIR) light, eliminating the need for harmful UV irradiation. The
UCNP-mediated energy transfer enables localized and efficient photo-
isomerization, offering a high degree of control over gel mechanics and phase
behavior. Additionally, agarose is often introduced into peptide-based hydrogels
to enhance mechanical stability, reduce the concentration of peptide gelators
required, and support the formation of a dual network architecture.

In this respect, a study by Yan et al.® highlights the potential of UCNP for on-
demand biomolecule release from hydrogels. In that case, a polymer-based
hydrogel was used to encapsulate UCNP and biomolecules, where the gel-to-sol
transition is triggered by NIR light. The hydrogel consisted of a cross-linked
polymer network of polyethylene glycol (PEG), which provides mechanical
stability and at the same time enables the absorption of UCNP. Upon irradiation
with NIR light, the UCNP emit higher-energy photons through upconversion,
which locally disrupt the polymer network, resulting in a controlled release of the
encapsulated biomacromolecules. This release mechanism ensures that the
bioactivity of proteins or enzymes remains intact, making the system suitable for
therapeutic applications. Several other studies have shown that UCNP can be
integrated into both polymer- and peptide-based hydrogels to achieve light-
sensitive functions. For example, polymer-based hydrogels have been exten-
sively studied for controlled drug delivery and photodynamic therapy as they
effectively encapsulate UCNP while maintaining their structural integrity. In
contrast, peptide-based hydrogels, which assemble into supramolecular networks
through non-covalent interactions, have also been explored as biocompatible
platforms for UCNP applications. Overall, these highlight the versatility and wide-
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ranging applicability of UCNP-loaded hydrogels in areas such as tissue engi-
neering, drug delivery and smart materials."***

Building on this foundation, various groups have explored the versatility of
peptide-based hydrogels by integrating them with magnetic nanoparticles, poly-
mers, or UCNP to achieve unique responsive properties. Notably, Nowak et al.
reported the photoresponsive dual network hydrogels by combining the peptide
gelator AAP-FGDS with a covalent agarose network. This hydrogel displayed
phototunable mechanical properties and remarkable shape memory behavior.
Upon UV light irradiation, the self-assembled peptide network disaggregated,
softening the hydrogel while retaining its structural integrity. Irradiation with
visible light enabled the reassembly of the peptide network, allowing pro-
grammed shape changes and recovery of the original structure through
mechanical deformation.”

In a subsequent study, our team demonstrated the incorporation of magnetite
nanoparticles into a peptide-based hydrogel formed by the gelator Nap-GFYE. The
nanoparticles acted as physical crosslinkers, enhancing the gel's mechanical
properties while imparting magnetic susceptibility. Under a weak magnetic field,
the material exhibited a gel-to-sol transition and enabled on-demand release of
encapsulated cargo, such as fluorescent dyes, into the supernatant. Expanding on
this, we introduced a dual-responsive hydrogel that reacts to both magnetic fields
and light. This system was based on the co-assembly of the AAP-modified peptide
Nap-GFFYS with cyclodextrin vesicles containing cobalt ferrite nanoparticles.
Under a magnetic field, the gel exhibited an increase in storage modulus,
enabling macroscopic manipulation such as bending of gel rods with a weak
permanent magnet. Simultaneously, the host-guest interactions between the
AAP-peptide and the cyclodextrin vesicles were reversibly disrupted upon UV or
visible light irradiation, providing dynamic control over the gel's mechanical
stiffness.’>*?

Complementing these efforts, Moller et al. introduced the first example of AAP
switching in the presence of UCNP. In this study, cyclodextrin-coated UCNP acted
as hosts for azobenzene and AAP guests. The isomerization of these photo-
responsive guests was achieved through irradiation with a 980 nm NIR laser,
showcasing the potential of UCNP for precise photocontrol in biocompatible
systems.'*

Together, these studies highlight the significant advancements in peptide-
based hydrogels, demonstrating their ability to integrate nanoparticles and
polymers for achieving responsive behavior to external stimuli such as magnetic
fields, UV/visible light, and NIR light. This work presents a three-component
hydrogel that incorporates a dual network architecture to leverage both
mechanical robustness and dynamic response. These multifunctional hydrogels
showcase tremendous potential for applications in drug delivery, soft robotics,
and smart material design. Collectively, these advancements reflect a broader
trend toward developing versatile hydrogel systems for therapeutic and diagnostic
applications, paving the way for next-generation smart materials.">>°

The three-component hydrogel reported here integrates a photoresponsive low
molecular weight gelator (LMWG) network, AAP-FGDS, with a non-responsive
polymeric network of agarose to enhance the mechanical and colloidal stability
of the hydrogel.*** In addition, lanthanide-doped UCNP enable the modulation
of the gel stiffness by NIR irradiation (Fig. 1). In this approach, UCNP are
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Fig.1 Schematicillustration of the NIR responsive three component hydrogel. On the left,
the light-responsive low molecular weight gelator (LMWG) network is shown in its
assembled form, with UCNP embedded in the network and agarose providing mechanical
and colloidal stabilization. Upon irradiation with NIR light at 980 nm (red arrow), photo-
dissociation of the peptide network occurs, leading to gel weakening (right side). When
exposed to visible light at 520 nm (green arrow), the gel returns to its original state, trig-
gering the reassembly of the LMWG network. The reversible photoisomerization of the
AAP-FGDS peptide, which drives this process, is shown below.

embedded in a hydrogel. UCNP convert NIR light (980 nm) into higher-energy
photons, enabling photoisomerization of the LMWG component without the
need for potentially harmful UV light. Upon NIR irradiation, the UCNP mediate
the photoisomerization of the AAP-FGDS gelator, resulting in reversible dissoci-
ation of the LMWG network. This process offers precise control over the hydrogel
properties, allowing for gel-to-sol transitions triggered by biocompatible NIR
light. The integration of UCNP enhances the applicability of this system for in vivo
applications, including drug delivery and tissue engineering, where deep tissue
penetration and minimal photodamage are critical.”® This study demonstrates the
superior properties of the three-component hydrogel, combining the mechanical
and colloidal stability provided by agarose with the tunable dynamics of the
photoresponsive LMWG network, now manipulated by NIR irradiation facilitated
by UCNP.>*2

Results and discussion

To facilitate the isomerization of the AAP peptide, the quantum yield of the UCNP
in the UV region was enhanced by optimizing the lanthanide composition in the
UCNP (Fig. 2). The UCNP are composed of LiYF, doped with 0.5 mol% Tm?** and
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Fig. 2 (a) Energy-level diagram illustrating the upconversion mechanism facilitated by
Yb** and Tm®* ions in the UCNP. The UCNP are composed of LiYF, doped with 0.5 mol%
Tm>* and 25 mol% Yb>*. (b) Emission spectrum of the UCNP, showing efficient generation
of UV light upon excitation at 980 nm. (c) Size distribution of the synthesized UCNP,
revealing a particle diameter of 135-175 nm. (d) Transmission electron microscopy (TEM)
image of diamond-shaped UCNP.2%:3°

25 mol% Yb**. This optimization enabled efficient generation of UV irradiation
directly from the nanoparticles, eliminating the need for an external UV light
source. The mechanism of the upconversion process is schematically illustrated
in Fig. 2a. The UCNP were synthesized following the procedure described by
Capobianco et al.”” In order to ultimately incorporate the nanoparticles into the
hydrogel, water-solubility of the particles was essential. The particles were
therefore coated with a silica layer in a further synthesis step.”® The emission
spectrum of the UCNP upon excitation with NIR at 980 nm is shown in Fig. 2b,
indicating pronounced emission in the UV range around 350 nm. Transmission
electron microscopy revealed that the synthesized UCNP exhibit a diamond-like
morphology with an average diameter of approximately 150-160 nm. The
particle size distribution is provided in Fig. 2c and a transmission electron
microscopy image is shown in Fig. 2d. Additional TEM analysis is provided in the
ESI Fig. S6.1

The gelator AAP-FGDS shown in Fig. 1 was produced using solid-phase peptide
synthesis, following a standard protecting group strategy. The AAP carboxylic acid
was used to introduce the photoresponsive moiety at the N-terminus of the
peptide FGDS. This gelator was synthesized and described previously by our
team.” Details of the synthesis and analysis of AAP-FGDS are provided in the ESL.{
The preparation of homogeneous hydrogels was achieved through a heating-
cooling cycle. AAP-FGDS (3 wt%), agarose (1.5 wt%), and UCNP (0.1 wt%) were
dissolved in water. Agarose was introduced to the peptide system to support the
gel structure and provide enhanced mechanical and colloidal stability. While the
individual gelator AAP-FGDS is capable of forming hydrogels, the resulting gels
are not as robust, and significantly higher concentrations of the gelator would be
required to achieve similar mechanical properties. The pH of the solution was
adjusted to pH = 11 using a KOH solution, and the mixture was sonicated for
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10 min to ensure complete dissolution. The solution was subsequently heated in
an oven at 90 °C for 5 min before being allowed to cool to room temperature,
yielding a uniform hydrogel formulation.

In Fig. 3a, the inverted vial test demonstrates the gel's phase transitions
through three distinct states: (1) a self-supporting gel upon preparation, (2) a soft
and liquefied state induced by irradiation with a 980 nm NIR laser, and (3) re-
formation of the self-supporting gel upon irradiation with green light (520 nm).
These transitions are clearly driven by the photoisomerization of the AAP-FGDS
peptide, which switches from the E-isomer to the Z-isomer under NIR irradia-
tion. Even if the photoisomerization is rather slow and incomplete, the degree of
conversion is sufficient to disrupt the supramolecular network of the hydrogel
and transition the gel into a soft and liquefied state. Negative control experiments
showed no changes in the UV band during irradiation (see ESI Fig. S87).

Fig. 3b provides evidence supporting the observed isomerization process
through UV-Vis spectra, which demonstrate a decrease in the © — 7* absorption
band at 330 nm. These spectral changes are consistent with the photo-
isomerization of AAP from the E-isomer to the Z-isomer. Upon irradiation with
980 nm, the transition from the E-isomer to the Z-isomer was confirmed within
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Fig. 3 Light-induced phase transitions and isomerization of the three-component
hydrogel. (a) Inverted vial test showing the gel's transition from self-supporting (pre-NIR
irradiation), to soft/liquefied (980 nm NIR irradiation), and back to self-supporting states
(520 nm visible light). These transitions are driven by the photoisomerization of the AAP-
FGDS peptide. (b) UV-Vis spectra confirming the photoisomerization, with a decrease in
the T — w* absorption band and characteristic spectral shifts indicating the transition
from the E-isomer to the Z-isomer under 980 nm irradiation. (c) UV-Vis spectra
demonstrating reversible switching back to the E-isomer upon exposure to visible light at
520 nm, restoring the initial spectrum and the gel's self-supporting state.
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50 min based on characteristic spectral shifts. While the degree of conversion
remains limited, it is sufficient to enable switching between gel states, under-
scoring the material's efficiency and reversibility in response to light stimuli.
Subsequent exposure to visible light at 520 nm fully restored the original spec-
trum, demonstrating the reversible photoisomerization back to the thermody-
namically favored E-isomer of the peptide.

The structural organization of the hydrogel and the incorporation of the UCNP
were further examined using transmission electron microscopy (TEM) and
scanning electron microscopy (SEM), as shown in Fig. 4. The TEM image (Fig. 4a)
reveals the fiber structure of the hydrogel in the background, with the darker
particles corresponding to the UCNP embedded within the hydrogel. This
demonstrates the successful integration of the nanoparticles into the hydrogel
network. The SEM image (Fig. 4b) provides a clearer visualization of the fibrous
structure of the hydrogel, showing a well-defined network that supports the gel's
mechanical properties. Additionally, some UCNP are visible on the surface of the
hydrogel, confirming their homogeneous distribution. Additional TEM analysis is
provided in the ESI Fig. S7.}

Fig. 5 illustrates the emission spectra of UCNP under different conditions,
revealing their behavior in distinct gel matrices. In Fig. 5a, it can be seen that the
emission spectra of UCNP in water and agarose gel are nearly identical, with
overlapping peaks that indicate no significant alteration in the luminescence
properties of the nanoparticles embedded in the agarose gel. This suggests that
the agarose environment does not influence the emission characteristics of the
UCNP.

In contrast, Fig. 5b compares the emission spectra of UCNP in agarose gel with
those in the AAP-FGDS gel. A complete quenching of the UV emission band is
observed in the presence of AAP-FGDS, which demonstrates efficient energy
transfer between the UCNP and the AAP-FGDS in the gel. Energy transfer effec-
tively suppresses the UV emission from the UCNP, indicating the significant

Fig. 4 Microscopy of the three-component hydrogel. (a) TEM image showing the fiber
structure of the hydrogel in the background and the darker UCNP embedded within the
gel. (b) SEM image providing a clearer visualization of the hydrogel structure, with the fiber
arrangement being more distinct and some UCNP visible at the surface of the hydrogel.
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Fig. 5 Emission spectra of UCNP under different conditions. (a) Comparison of UCNP in
water and in agarose gel shows no significant change in emission profiles, indicating that
agarose does not affect the luminescence properties of the UCNP. (b) Emission spectra of
UCNP in agarose gel and in AAP-FGDS gel demonstrate complete quenching of the UV
signal in the presence of AAP-FGDS, suggesting efficient energy transfer between the
UCNP and the AAP in the gel.

impact of the AAP-FGDS gel on the emission properties of the UCNP and absor-
bance of the UV emission of the UCNP by the AAP in the three-component gel.

Fig. 6 illustrates the rheological behavior of peptide-based hydrogels before
and after exposure to NIR irradiation, highlighting the impact of photo-
isomerization on the mechanical properties of the gel. Fig. 6a and b focus on the
dynamic moduli of the gel as a function of shear strain and frequency. In Fig. 6a,
the storage modulus (G') and loss modulus (G”) are plotted against shear strain to
assess the elasticity and viscosity of the gel. Before irradiation, the storage
modulus (G') dominates the loss modulus (G”), which indicates that the gel
structure is predominantly elastic and resists deformation under applied stress.
The high G’ values relative to G” signify a cohesive gel network. However, upon
irradiation with a 980 nm NIR laser, both G’ and G” decrease significantly, with
a pronounced reduction in G'. This shift demonstrates that the gel undergoes
considerable softening and a partial loss of its elastic properties is also observed.
This behavior can be attributed to photoisomerization within the peptide
network, which disrupts the supramolecular interactions that maintain the gel's
structural integrity.

Fig. 6b examines the frequency dependence of G’ and G”, illustrating how the
gel responds to dynamic forces. Both G’ and G” increase with frequency, which is
characteristic of viscoelastic materials, reflecting their ability to store and dissi-
pate energy under oscillatory deformation. After NIR irradiation, the moduli
remain consistently lower across all frequencies compared to the pre-irradiation
state. This reduction indicates that the gel's ability to maintain its structural
strength and dissipate energy is impaired by the light-induced disruption of the
peptide network. Together, the data confirm that NIR irradiation significantly
alters the gel's rheological properties, shifting it from a highly elastic structure to
a softer, less cohesive state.
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Fig. 6 Rheological analysis of the three-component hydrogels before and after NIR
irradiation. (a) Storage modulus (G') and loss modulus (G”) as a function of shear strain,
showing a significant decrease in both moduli after irradiation with 980 nm light, with G’
exhibiting the largest reduction, indicative of gel softening. (b) Frequency-dependent
behavior of G’ and G”, where both moduli increase with frequency but remain consistently
lower post-irradiation, reflecting a weakened gel structure. (c) Bar chart comparing the
storage modulus (G') and loss modulus (G”) of peptide-based hydrogels at 0.1% shear
strain before and after irradiation with 980 nm light. A significant reduction in G’ highlights
the gel's reduced elasticity, while a decrease in G” demonstrates a corresponding
reduction in viscous dissipation. Additionally, negative control measurements conducted
without UCNP in the gel, are included to show the consistency of the gel properties under
980 nm irradiation. In the negative experiment, no significant changes in G’ or G” were
observed, confirming that the effect of 980 nm irradiation is specific to the presence of
UCNP (n = 3). Note the logarithmic y-scale in all panels.

Fig. 6¢c provides a summarized comparison of the gel's mechanical properties
before and after irradiation in the form of bar charts. The storage modulus (G') at
0.1% shear strain is clearly reduced after NIR exposure, further emphasizing the
weakening of the gel's elasticity. Similarly, a corresponding decrease in the loss
modulus (G”) is observed, which reflects a reduction in the gel's viscous dissi-
pation capacity. These experiments were conducted in triplicate, as evidenced by
the error bars, which represent the standard deviation of the measurements.
Additionally, negative control measurements conducted without UCNP in the gel
were performed to test the consistency of the gel properties under 980 nm irra-
diation. In the negative experiment, no significant changes in G’ or G’ were
observed (see ESI Fig. S9t), confirming that the effect of 980 nm irradiation is
specific to the presence of UCNP, and cannot be due to a thermal
effect. Interestingly, also the moduli of gels prepared with and without UCNP
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are very similar, indicating that the UCNP do not affect to the mechanical stability
of the gel.

In summary, the combined data from all experiments demonstrate that NIR
irradiation induces a substantial weakening of the gel's mechanical properties by
triggering photoisomerization within the AAP peptide in the three-component
hydrogel. This leads to the disruption of the supramolecular interactions that
maintain the gel's elasticity and structural integrity, resulting in a softer and less
stable material. These findings underline the photoresponsive nature of the
hydrogel and its ability to undergo reversible changes of its mechanical properties
in response to external stimuli.

Conclusion

This study demonstrates the successful development of a photoresponsive three-
component supramolecular hydrogel that combines the mechanical robustness
of an agarose network with the dynamic, photoresponsive behavior of a self-
assembling peptide-based gelator AAP-FGDS. By incorporating UCNP, the three-
component gel achieves precise control over the gel's properties using biocom-
patible NIR light, eliminating the need for potentially harmful UV irradiation. The
reversible gel-to-sol transitions, driven by the isomerization of the AAP-FGDS
peptide, enable the material to respond dynamically to external light stimuli, as
confirmed by UV-Vis spectroscopy, emission studies and rheological analysis.

The findings highlight the remarkable versatility of the three-component gel.
Rheological data reveals significant softening of the gel upon NIR exposure, with
its elastic and viscous properties restored upon visible light irradiation. The
energy transfer between UCNP and the gel is demonstrated to be essential for
efficient NIR-triggered photoisomerization, ensuring reproducibility and stability
of the photoresponse. Furthermore, the hybrid gel's tunable mechanical prop-
erties and biocompatibility make it a promising candidate for in vivo applications,
including targeted drug delivery, tissue engineering, and other biomedical uses
where deep tissue penetration and minimal photodamage are critical. Thus, this
work paves the way for the development of next-generation soft materials with
enhanced response and adaptability, providing a platform for the design of
multifunctional hydrogels tailored for specific biomedical and nanotechnological
applications.
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