Open Access Article. Published on 21 april 2016. Downloaded on 09-01-2026 04:30:26.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

CrystEngComm

ROYAL SOCIETY

OF CHEMISTRY

View Article Online
View Journal | View Issue

CrossMark
& click for updates

Cite this: CrystEngComm, 2016, 18,
4420

motionf

Energy barriers and mechanisms in solid-solid
polymorphic transitions exhibiting cooperative
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Understanding solid-solid polymorphic transitions within molecular crystals on the molecular scale is a
challenging task. It is, however, crucial for the understanding of transitions that are thought to occur

through cooperative motion, which offer an interesting perspective for future applications. In this paper,
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we study the energy barriers and mechanisms involved in the B — a pL-norleucine transition at the molec-
ular scale by applying different computational techniques. We conclude that the mechanism of the transi-
tion is a cooperative movement of bilayers through an intermediate state. The results indicate that local

fluctuations in the conformations of the aliphatic chains play a crucial role in keeping the cooperative
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1 Introduction

When a molecular compound is able to crystallize in multiple
crystal structures, it exhibits polymorphism." The different
crystal structures are called polymorphic forms. These poly-
morphic forms can have different properties, which is espe-
cially relevant in a pharmaceutical context, e.g. the recent dis-
covery of the effect of polymorphism on the solubility of
thyroxine.> Control of polymorphic forms is challenging,
which is reflected by severe difficulties in obtaining a desired
polymorphic form>* in certain cases.

A part of this challenge is contained in understanding
polymorphic transitions within the solid state.” Inhibiting
these transitions could extend the shelf-life of pharmaceuti-
cal polymorphic forms. On the other hand solid-solid poly-
morphic transitions can lead to spectacular and potentially
useful mechanical responses.® If these responses occur under
the influence of heating or cooling, one speaks of
thermosalient materials.

Polymorphic transitions are driven by a free energy differ-
ence. If the relative stability of different polymorphic forms
changes reversibly as a function of temperature, one speaks
of enantiotropically related polymorphic forms. In the case of
transformations in which the parent and daughter phase
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mechanism sustainable at large length scales. We have characterized the intermediate state.

have similar structures, there is an ongoing debate on
whether the transformation mechanism is martensitic or oc-
curs through nucleation and growth.>”® A martensitic transi-
tion is a first-order displacive and cooperative solid-to-solid
transition that proceeds without atom diffusion and with
homogeneous lattice deformation.*® A true martensitic tran-
sition with fully concerted motion would result in an instan-
taneous transition. For many thermosalient materials that
are thought to exhibit cooperative phase transitions, the tran-
sition is indeed fast (in the millisecond range) and the near
instantaneous transition releases a considerable amount of
free energy that is converted into mechanical work. To date,
most information on transitions in molecular crystals is in-
ferred from X-ray structures before and after the phase transi-
tion. Such an approach does not consider the transition
mechanism involved and, e.g., ignores the possibility of the
transition pathways deviating from the direct line between
the initial and final structure.

The o — B polymorphic transition of pr-norleucine®
serves as an excellent model system to study phase transi-
tions in molecular crystals that exhibit martensitic behaviour.
The o' and B** polymorphic forms are very similar. The con-
formation of the molecule forming the asymmetric unit is
the same in both phases, which are composed of hydrogen-
bonded bilayers being linked together by weakly van-der-
Waals bonded side chains. The difference lies in the orienta-
tion of the bilayers with respect to each other. This is visual-
ized by the two different colors in Fig. 1, which differentiate
between the p and L enantiomer. Within the two forms the
relative orientations are different, the difference being a shift
of half a unit cell in both the a and the b-direction. Hence,
the transition might involve two shifts in perpendicular

This journal is © The Royal Society of Chemistry 2016
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Fig. 1 Overview of the B (top side of the figure) and o (bottom side of the figure) polymorphic forms. Shown are the ac and the bc-plane. Mole-
cules coloured per element are part of the unit cell. Uniformly coloured molecules are of the same chirality. On the interfaces of the hydrogen-
bonded bilayers this colouring helps to note the differences between the polymorphic forms, which consist of shifts in both the b and the

a-direction.

directions, which results in three different routes as schemat-
ically depicted in Fig. 2: one direct route and two routes with
intermediate states (I; and I,). Using molecular dynamics
simulations we have observed these two intermediate states.
Layers easily slide along the b-directions starting from both
the o form leading to I; (unpublished results) or B form
resulting in 1,."*

In a previous study we employed nudged elastic band
(NEB) calculations to assess the most likely mechanism."*
The only constraints were the initial and final configurations
for each of the five paths in the figure and the method is
allowed to freely probe different routes between them. The
most likely mechanism turned out to be a two-step coopera-
tive mechanism through I, indicated in orange in Fig. 2 and
we obtained barriers for all steps.

At this point, we would like to stress that Fig. 2 is only a
schematic representation. It does not say anything about the
mechanism of these shifts, which can either occur through
cooperative motion or by a spreading mechanism where indi-
vidual molecules move one at a time in a “zipper™-like fash-
ion. Moreover, it does not say anything about the exact route
of these shifts, they roughly progress along a or b but can
also extend in the two perpendicular directions. For instance,
in the molecular dynamics simulations, we observed that inter-

Iy o

>

shift along b

B > I
shift along a

Fig. 2 A schematic overview of the three possible routes, direct and
along a and b, that lead to a transition from the 3 to the a. The most
likely route as obtained from an earlier study is depicted in orange.

This journal is © The Royal Society of Chemistry 2016

mediate state I, is formed through a shift not only along b
but with a minor @ component as well.** 1, was not character-
ized to the same extent.

A few questions, however, remain. Since the barriers
obtained were only for a particular simulation cell size, it is
unclear how these barriers scale with cell size and whether
all different routes exhibit the same scaling behaviour. If this
scaling behaviour would simply be linear in the number of
molecules involved, a continuation to macroscopic scales
would result in enormous energy barriers at experimental
length scales. The cooperative mechanism has to break down
at some point. Moreover, these calculations were performed
on the potential energy surface and we know that for polymor-
phic transitions the free energy is critical.

In the present paper, we will address this scaling behav-
iour and whether we can see the cooperative mechanism
break down for larger cell sizes. We will further perform dy-
namics simulations which include temperature and entropy
effects and look in more detail at the exact mechanism of
transition, i.e. beyond the schematics of Fig. 2. Characteriz-
ing I, is one of the objectives of this paper.

2 B and a polymorphic forms

As mentioned in section 1, the § and o polymorphic forms of
pr-norleucine are very similar, the molecular conformations
are nearly identical’®> and both forms consist of hydrogen
bonded bilayers of alternating chiral opposing p and L mole-
cules, as is shown in Fig. 1. In order to facilitate the compari-
son between the two polymorphic forms, we have used non-
standard settings for the lattice parameters as compared to
the originally determined structures: for 8 P2;/a and I2/a.
Table 1 shows the lattice parameters at 200 K as obtained
from MD simulations'® for the two polymorphic forms.
Clearly visible is the high similarity of all cell parameters and
therefore of the volume of the two different polymorphic
forms. This is in contrast with the mechanically responsive
materials exhibiting thermosalient behaviour, which are
known to undergo large anisotropic changes® in the cell.
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Table 1 Unit cell information of the  and a polymorphic forms obtained
by MD simulations®™ at T = 200 K

Polymorph B o

a (A) 10.30 + 0.02 10.31 + 0.02
b (A) 4.64 + 0.01 4.63 +0.01
c (&) 32.53 + 0.07 32.55 + 0.07
£ 102.02 + 0.26 102.01 + 0.26
V(A% 1520 + 4 1520 + 4

However, the B — o transition can be used as a model system
to calculate the energy barriers of the phase transition
through molecular simulation because of the high similarity
between the polymorphic forms.

3 Results

The starting coordinates of our simulations are shown in
Fig. 3. They originate from a snapshot of an MD simulation
of the B polymorphic form at 350 K in which no partial or full
phase transitions have been observed. All calculations have
been performed with periodic boundary conditions (PBC)
and therefore mimic infinite crystals. This means that “scal-
ing with size” refers to scaling with the amount of indepen-
dent molecules within the simulation cell or bilayer and not
to scaling with the number of molecules in a crystal, which is
infinite. When studying the transition from f to o, our aim is
to determine the energy barriers involved in the transition,
the scaling behaviour of these energy barriers as a function
of simulation cell size, the followed route (direct or via an
intermediate state), and the mechanism that is governing the
transition. To study this last characteristic it is important
that the application of the simulation method does not a
priori favour one mechanism over another. Therefore, we

Fig. 3 An overview of the atoms involved in the NEB, depicted as
orange spheres, within the 3 x 5 x 2 simulation cell. Within the NEB
calculations, the third bilayer from the left is shifted, schematically
shown by the black arrow. Alongside this shift multiple images are
constructed. The atoms that are connected with springs between
these images are the orange spheres. The shift of this bilayer affects
the two interfaces of which the bilayer is a part. For the steered MD
the biasing is done directly on equivalent atom-atom distance
components between one or two molecular pairs. In this way either
one or two interfaces can be affected. The plane shown is the
ac-plane.
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have only constrained 2D distances between one or two mo-
lecular pairs for the input of the simulations (see
Fig. 3 and 4). These molecular pairs are part of both sides of
an interface of bilayers. By using atomic distances between
one or two specific molecular pairs, there is no cooperative-
ness assumed in the mechanisms underlying the phase tran-
sition within the length scale of the periodic box.
Neighbouring molecules within or outside the bilayer are not
biased and also the motion within a molecule is not forced
to be cooperative, therefore the mechanism for transitions is
not predetermined.

3.1 Nudged elastic band calculations

The nudged elastic band (NEB) method'® is a technique
through which the minimum energy path of a certain process
can be studied at 0 K. This is done by constructing a band of
images and minimizing their energy perpendicular to the
band while along the band the images are connected through
springs. Convergence of this method leads to the minimum
energy path (MEP). In this paper we use NEB calculations to
probe energy barriers involved in the § — a solid-solid poly-
morphic transition of pr-norleucine. In particular, we study
the scaling of the energy barriers with the size and shape of
the bilayers, which gives information about the molecular
mechanism of the transition.

By changing the size of the studied simulation cells we
probe the influence of finite-size effects on the transition.
The calculations are performed at three different sizes: 6 x 5
x 2,3 x10 x 2, and 6 x 10 x 2. In this way, the scaling of the
energy barriers can be studied in comparison with our earlier
performed NEB results using 3 x 5 x 2 [31.13 A x 23.25 A x
66.32 A] cells* through a doubling of the independent mole-
cules in both directions (a and b) within the bilayer, sepa-
rately and simultaneously. This allows the study of the rela-
tive importance of these two directions. Moreover, with the
larger simulation cell sizes, the distance between periodic im-
ages becomes larger, which could lead to a change in the
mechanism governing the transitions. All studied cell sizes
contain four bilayers. The description of the sizes refers to
the number of crystalline unit cells which are located within
a simulation cell.

Table 2 shows the energy barriers for the four different
studied simulation cell sizes. The bold-face values in the

Fig. 4 A norleucine molecule in the conformation belonging to the
and a polymorphic forms. The indicated C,, Cs and C, are being used
in the NEB and steered MD calculations.

This journal is © The Royal Society of Chemistry 2016
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Table 2 Energy barriers in kJ mol™ obtained by NEB calculations for the
different simulation cell sizes. The bold-face values are normalized by the
number of molecules in the affected interfaces

3x5x%x2 6x5X%x2 3x10x2 6x10x2
B—a 1040 0.87 2056 0.86 205.6 0.86 411.2 0.86
-1 75.2 063 139.0 0.58 138.2 0.58 270.5 0.56
L —a 7.7 0.06 14.9 0.06 14.9 0.06 29.5 0.06
B—1I 46.0 0.38 89.5 0.37 89.5 037 177.5 0.37
I, - o 1002 0.83 186.0 0.78 185.0 0.77 354.5 0.74
oa—f 95.3 0.79 1869 0.78 187.0 0.78 374.1 0.78
a—1I 50.4 0.42 99.7 0.41 99.7 042 199.9 0.42
IL—-B 24.8 0.21 40.5 0.17 39.8 0.17 73.0 0.15
a—1I, 92.0 0.77 168.0 0.70 166.7 0.69 319.2 0.66
L—B 47.2 0.39 92.3 0.38 92.3 0.38 1829 0.38

second column indicate the barriers normalized to the num-
ber of molecules in the affected interfaces. The table shows
that the 3 x 10 x 2 cell and the 6 x 5 x 2 cell give the same re-
sults and hence the barriers scale isotropically. This is a first
sign of the mechanism being cooperative. A 1D or 2D “zip-
per” mechanism would result in a more anisotropic scaling
behaviour. We further see that for most routes the barrier
scales linearly with the number of molecules affected. The
routes f — I;, I; — B, I, — o, and o — I, deviate from this
perfect linear scaling behaviour and in all four cases the pro-
portionality appears to decrease with the number of mole-
cules. For now we first consider the consequences of this lin-
ear scaling and we return to these deviations towards the end
of the section.

A consequence of linear scaling is that the most likely
route remains the same for all sizes. This would be via I,. On
this route the highest and therefore rate limiting energy bar-
rier is lower than the direct shift of the bilayer in both direc-
tions (the diagonal in Fig. 2) or the route through I,. Al-
though the most likely route is through I,, a shift along b has
the lowest energy barrier starting from  and similarly for o.
This agrees with the findings of unbiased molecular model-
ling studies'”2° that only observe shifts along this
direction.

Another consequence of the linear scaling is that the over-
all barrier of the transition becomes very large. Although the
amount of available thermal energy scales linearly with the
number of molecules as well, all this thermal kinetic energy
needs to accumulate to movement in the same direction in
order to induce a transition. This accumulation will become
increasingly less likely for larger systems.

Indeed earlier molecular dynamics simulations'® showed
that the p — I, transitions become less frequent with in-
creasing simulation cell size. The present results which show
linear isotropic scaling, triggered a reanalysis of these molec-
ular dynamics simulations. In these simulations, no bias was
applied and only shifts along b (B — I,) could be observed.
For simulations that showed multiple shifts within the simu-
lation time, we determined the shifting rate per bilayer.
These are plotted in Fig. 5 as a function of molecules in the
bilayers. The circle is the rate based on a single shift. Multi-

This journal is © The Royal Society of Chemistry 2016
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Fig. 5 B— I, shifting rate obtained from MD simulations** with
different simulation cell sizes as a function of number of molecules in
a bilayer. The solid and dashed lines are results of fits of eqn (2) to the
data crosses (see text for details). The circle is based on a single
transition.

ple points can be observed for 40 and 60 molecules in the bi-
layer, which is because of variation in ¢ length. The disagree-
ment for 60 molecules in the bilayer could perhaps be
explained by a lack of statistics since they are based on a
small number of transitions. This does, however, not hold for
40 molecules in the bilayer and here this disagreement has
to indicate that the scaling is not completely isotropic, when
increasing the ¢ length. Let us now assume that the shifts
can be described by an Arrhenius law

E
R, .. =vex R 1
shifts p( RT) ( )

with the prefactor v which is expected to range between 10"
and 10" s™', T the simulation temperature, which in this
case is 350 K, R the gas constant, and E,. the activation en-
ergy barrier per mole. Assuming linear scaling of the activa-
tion barrier with the number of molecules in the bilayer, this
expression can be transformed into

E
R, =vexp| —/—=n|, 2
shifts p[ RT ] ( )

where E,, is the activation energy per molecule and n the
number of molecules in the bilayer. Hence, the logarithm of
the rate versus n should yield a straight line with an intercept

E .
of In v and a slope of —ﬁ. Using our NEB results in Table 2

we can make an estimation for the slope

E -1
_ﬂ=_0.37 kJ mol — 013, 3)
RT 350R

The solid line in Fig. 5 shows the result of a fit of eqn (2)
to the data points (crosses) using both the slope and inter-
cept as free parameters. The circle, not included in the fit,
shows an acceptable agreement with the fitted line. Here the

CrysttngComm, 2016, 18, 4420-4430 | 4423
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prefactor is found to be v = 4.5 x 10** s™* in accordance with
the expected range and the slope is —0.11, in very close agree-
ment with the NEB results. The NEB results give a higher
value since these are obtained with constant volume. In the
molecular dynamics simulations, one of the cell angles
changes during the transition, which should be the energeti-
cally favorable path. This is in accordance with experimental
thermal stage microscopic observation where in some cases
the crystal is found to “wobble” during the transition, but the
cell parameters before and after the transition are again the

same.'>*' The dashed line in Fig. 5 shows the fit with only

pm

E
the prefactor as a free parameter and —E:—O.B. In this

case the prefactor results in v = 2.1 x 10"* s,

The obtained expression of the shifting rate allows us to
make an estimation of time scales involved, a system with
300 molecules will slide roughly every 5 minutes from f to I,
or back. For a system of 620 molecules, a single shift takes al-
ready longer than the lifetime of the Universe. Since the bar-
rier for the full transition to o is higher than for § — I,, the
scaling is even more dramatic. Clearly, the possibility of a co-
operative motion has to break down at some point. Consider-
ing a transition temperature of roughly 350 K and the
obtained barrier from the NEB calculations, for the rate limit-
ing B — I, transition, a system of 180 molecules transforms
in roughly 3 minutes. This is smaller than the largest system
studied here using NEB calculations which has 240 molecules
in a single interface.

At this point, we return to the deviations from the linear
scaling and show several snapshots along the transition path
B to I, - the rate limiting route - for the largest simulation
cell. These are shown in Fig. 6 and include the initial 8 form,
two intermediate images and the coordinates belonging to
the transition state. Focusing on the hydrogen-bonded part
of the bilayer, full cooperative motion can be observed, since
this part moves gradually and concerted from f to the transi-
tion state. This movement further continues after the transi-
tion state. An xyz-file of the full trajectory is supplied as ESL}
The aliphatic tails of the norleucine molecules show, how-
ever, some deviations from the concerted motion. In the first
image along the path, a modulation in the orientation of the
tails can be observed: the aliphatic tails show more disorder.
The length scale of this modulation is smaller than the simu-
lation cell and hence not a direct consequence of the periodic
boundary conditions. In the next image, a widening of the
space between the bilayers can be observed, despite the simu-
lation cell being constant in volume. The modulation also ap-
pears to have changed. The final image shows the transition
state. In the following NEB images, which are not shown
here, the motion of the bilayer continues while the disorder
in the aliphatic chains gradually decreases and also the gap
between the layers decreases. From these images we can draw
three conclusions: (1) the transition also involves movement
in the ¢ direction, (2) the transition is cooperative for the
hydrogen-bonded part of the bilayers, and (3) modulations in
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the aliphatic chains play a role. The cooperative aspect of the
mechanism leads to linear scaling of the energy barriers with
system size. However, the role of the observed modulations
becomes increasingly important with system size, since lon-
ger wavelength modulations will become available. This will
result in a lowering of the barrier. We would like to empha-
size that these conclusions do not include any temperature
effect and are purely based on the potential energy surface.
We expect that the modulations will become increasingly im-
portant for higher temperatures, since more phonon modes
will be excited.

3.2 Steered MD

To treat the effect of temperature and allow the simulation
cell to change during the polymorphic transition, we use
steered molecular dynamics (MD) simulations.”* This is a
technique in which a moving harmonic restraint is added to
the potential of an MD simulation and this restraint forces
the system to follow a process of interest, which is in this pa-
per the B — o solid-solid polymorphic transition. The pro-
cess takes place at a finite temperature and because of the re-
straint, proceeds within a limited amount of computational
time. In contrast to NEB calculations, obtaining information
about the barrier using this technique is not straightforward,
however, it will allow us to test whether our conclusions
based on the potential energy surface still hold at elevated
temperatures where fluctuations become increasingly impor-
tant and might change the relative importance of the differ-
ent routes in Fig. 2.

We will steer the transition from f to o in one direction,
either along a or b, and record the effect on the transition
along the perpendicular direction. On the basis of the NEB
results we expect steering in the a direction to result in a full
transition, since it takes the system over the rate limiting bar-
rier. Steering along b, on the other hand, is not expected to
lead to a full transition. The effect of slow and fast steering is
considered, and steering of one interface or two interfaces si-
multaneously, leading to eight different settings. Table 3
shows the results of 160 steered MD simulations, 20 for each
setting. The results confirm the picture from the NEB results.
Steering in the a direction leads to multiple shifts along b.
Contrarily, shifting in b, does not result in extra shifts in the
a direction. Only one of the 20 short simulations in which
two interface were shifted along a simultaneously, resulted in
a full transition of both steered interfaces. However, all simu-
lations resulted in a full transition in one of the two affected
interfaces. For several simulations, also transitions in other
interfaces occurred. This is not surprising since shifts along
b were found to occur during unbiased simulations at this
temperature as well.

We have visually inspected the trajectories of the steered
MD simulations to study the mechanism of the partial phase
transitions. In all 8 x 20 = 160 cases, the transition occurred
in a cooperative way, which was not forced a priori since the
steering at 2(4) pairs of atomic distances within a

This journal is © The Royal Society of Chemistry 2016
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Fig. 6 Series of images from f to the transition state on the way towards |; (B-TS-I4). The four uniformly coloured orange molecules are a guide

to the eye.

single(double) molecular pair could have induced phase tran-
sitions in different ways. Here, we will show a typical case
and zoom in on the transition mechanism. To probe the
movement of bilayers with respect to each other, 1D distances
between molecules of the same chirality can be determined.
Fig. 7 shows the time evolution of such 1D distances for one
particular interface from one simulation of the (1 pair - a -
100-10-100)-category, see Table 3. The steered MD simula-
tions force the a distance of one particular pair of molecules
to gradually change in time. Fig. 7 shows that the average of
this 1D distance over the full layer changes abruptly around
45 ps. At the same time, the distance between the layers, in-
dicated by the 1D distance in c, increases lightly. Along the b
direction, not much movement can be observed. Fig. 8 shows
snapshots of this process, corresponding to the three solid

This journal is © The Royal Society of Chemistry 2016

symbols in the top panel of Fig. 7. The movement along a is
not the full a/2. In the top snapshot, the closest contact
(in this projection) between a C; in one bilayer is the C;s of a
molecule in the opposing layer. For the bottom snapshot, it
is a C; of the same molecule, even after the shift. This change

Table 3 The percentages of full phase transitions, after steering along
either the a or b direction

1 pair 2 pair
Sim. time a b a’ b
50-5-50 ps 95% 0% 5% (100%) 0%
100-10-100 ps 100% 0% 45% (100%) 0%

“ The values in parentheses refer to the percentage of simulations in
which a full transition occurred in one of the two affected interfaces.

CrysttngComm, 2016, 18, 4420-4430 | 4425
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Fig. 7 Time evolution of the 1D distance parameters within a typical
steered MD run in the vicinity of the two transitions, § — |; around 45
ps in the top panel and I; — o around 95 ps in the bottom panel.

in local environment is accommodated by a change in the ¢
distance. Fig. 7 shows that this ¢ distance remains after the
transition.

Around 95 ps, a spontaneous transition in the b direction
occurs, which completes the full transition towards o. Again
this is a well-defined transition and snapshots during the
transition indicate that it is cooperative. A substantial dis-
tance change in ¢ can be observed as well as a small change
in a, adding up to a full shift over a/2. This small change in a
is visualized in Fig. 9 in which snapshots in the ac-plane are
shown. Close inspection of the trajectory indicates that these
changes in a, do not change the relative orientation of the
layers in the a direction. The increase in 1D distance parame-
ter corresponding to c is caused by the changes in the simu-
lation cell which change the direction of the lattice vector ¢
and therefore influences the projection along this vector. Ap-
parently, this only occurs for the I; — o and not for the § —
1, transition.

In principle, it is possible to use steered MD to determine
the free energy profile of a process through the usage of the
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View Article Online

CrysttngComm

Jarzynski equation,> {(exp(—-fW)) = exp(-BAF), in which ¢
means averaging over an ensemble of different realizations, f
= 1/(kgT) and W is the work performed by the spring. How-
ever, to fully exploit this equation, (i) a good estimate of the
average is required and (ii) one needs to use a stiff spring
constant,>® which implies a close following by the spring of
the steered variable. We have chosen not to use the Jarzynski
equation for two reasons: requirement (i) is computationally
expensive because it requires many different realizations, but
more importantly requirement (ii) limits the choice of the
steering variable to including more pairs and it could there-
fore force the transition to become cooperative. This would
make it impossible to study the transition mechanism itself.

4 Discussion & conclusions

Both in the NEB and in the steered MD calculations, the
most likely route to go from the 3 polymorphic form to the a
polymorph is by first shifting along a and then over b. We
have characterized the intermediate state and found that that
first movement mainly involves shifting over a, but requires
some widening of the layers as well. In the second step, the
layers also move in the a and ¢ direction.

Linear and isotropic scaling of the energy barriers with
simulation cell size is a clear indication for a cooperative
mechanism, instead of through a nucleation and growth
mechanism or a 1D or 2D “zipper”-like mechanism. We have
observed this linear scaling to a large extent and indeed
found the transition rate to scale exponentially with the num-
ber of molecules involved in the cooperative motion. The
consequence of this is that a size limit for a fully concerted
mechanism is easily reached and for this particular system,
we estimate it to be around 180 molecules, which is roughly
10 x 10 molecules in one side of the interface and 10 x 10
molecules in the other side. This small number might ex-
plain why experimentally part of the crystal is found not to
transform over the course of several hours.?* For these cases,
the onset of a possible transition might require more than
180 molecules to move concertedly. One could imagine that
the amount of molecules required is dictated by the local de-
fect density. The NEB calculations show that modulations in
the conformations of the aliphatic tails can substantially
lower the transition energy barrier, stretching the 180 mole-
cule limit. Although we expect these modulations to be more
important at higher temperatures since phonon modes are
more populated, we could not confirm this hypothesis using
the steered molecular dynamics simulations for two main
reasons. Since the simulations are performed at a tempera-
ture of 350 K, the aliphatic tails exert some thermal motion
and it is hence hard to discern the role of additional fluctua-
tions in the transition from snapshots of the trajectory. The
second reason is the relatively small system size. The influ-
ence of the modulations only became apparent in the NEB
calculations of the largest system size. The statistical study
we aimed at for this paper, is too computationally
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Fig. 8 Snapshots corresponding to the filled symbols in the top panel of Fig. 7, the top panel is at 40, the middle at 44 and the bottom at 50 ps.
The uniformly coloured molecules in orange are a guide to the eye. The plane shown is the ac-plane.

demanding to perform on these simulation cell sizes. We be-
lieve, however, that the conclusions from the steered MD re-
main intact even for this larger cell sizes: the transition oc-
curs through I, and also its characterization will not change.
In a future study we aim to focus more on the possible role
of these fluctuations in polymorphic transitions in general.

This journal is © The Royal Society of Chemistry 2016

To keep large simulation cells computationally affordable,
coarse-grained models are often applied. These are models in
which not all atoms are simulated but a more approximate
description of the system is used. Our results show the risk
of such an approach since local conformational disorder can-
not be picked up, but this disorder might be the reason why
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Fig. 9 Snapshots corresponding to the filled symbols in the bottom panel of Fig. 7, the top panel is at 90.5, the middle at 95.5 and the bottom at
102.5 ps. The uniformly coloured molecules in orange are a guide to the eye. The plane shown is the ac-plane.

cooperative mechanisms are still sustainable at longer length
scales. Long biased simulations with large simulation cells
could settle this issue. Another possible outcome could be a
mechanism where the formation of a nucleus of the new
phase through cooperative motion, which then grows

4428 | CrystEngComm, 2016, 18, 4420-4430

through propagation in a wave-like manner through the crys-
tal. At the length scale of the initial size of the cluster, classi-
cal nucleation theory and the cooperative mechanism could
naturally come together. In this process defects might ham-
per the propagation.

This journal is © The Royal Society of Chemistry 2016


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c5ce02550h

Open Access Article. Published on 21 april 2016. Downloaded on 09-01-2026 04:30:26.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

CrystEngComm

To conclude, we like to reiterate the danger of extracting
information about transition mechanisms on the basis of
structural information of the initial and final phases. In this
way, intermediate forms will be neglected, with an incom-
plete picture of the solid-solid polymorphic transition as a
result. Moreover, energy barrier issues can be easily
overlooked.

5 Simulation methods

The force field, AMBER,> and specific settings chosen to
study the B — a solid-solid polymorphic transition of br-
norleucine are the same as in ref. 14 and 15.

5.1 Nudged elastic band calculations

In our earlier work considering partial phase transitions in
the bc-plane, we showed that a transition in which one inter-
face is affected results in a change in the shape of the simu-
lation cell (Fig. 6 of ref. 13), while during a transition in
which two interfaces are affected the shape of the cell only
temporarily changes (Fig. 5 of ref. 13). This has implications
for the modelling, since the used implementation of NEB
only allows for calculations at constant volume and shape of
the simulation cell. We have therefore chosen to perform the
NEB calculations on a shift of one full bilayer affecting two
interfaces, see the black arrow in Fig. 3.

All NEB calculations are done with LAMMPS.>® For all
sizes two pairs of molecules are selected. Both pairs are situ-
ated within a neighbouring interface of bilayers. Within these
four molecules, three atoms (C,, Cs, and C.) are used for the
springs with a force constant of 25 k] mol ™ A" between the
14 NEB images spanning the transition path between the sta-
ble B and a structures, see also Fig. 3. From the initial image,
the end images are constructed by a shift of one bilayer over
b/2, a/2 or b/2 + a/2, which affects two interfaces of bilayers.
The 12 images in between are constructed as a linear interpo-
lation and are provided as input for the calculations. All 14
images are optimized before starting the NEB-calculations,
except for the 3 x 5 x 2 case. Convergence criteria are based
on the global force vector and are therefore different per size:
3x5x2:08kmol™tA™, 6x5x2:23kmoltA™?, 3x10x
2: 2.3 k] mol™ A, and 6 x 10 x 2: 4.5 k] mol™* A™ . The
timestep for the ‘quickmin’ damped dynamics minimizer* is
0.5 fs. A climbing image®® stage of the calculation has not
been performed. However, since the objective is to study
trends as a function of simulation cell size, we do not expect
this to severely influence our conclusions.

Effectively, the studied sizes correspond to replicas of the
starting coordinates in the multiples: 2 x 1 x 1,1 x 2 x 1, and
2x2x1.

5.2 Steered molecular dynamics simulations

All steered MD?? calculations are done with LAMMPS>® after
it has been interfaced with PLUMED.?® Similar to the NEB
calculations, the moving restraint is applied to the C,, Cs,
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and C, atoms of pairs of molecules of which both members
of the pair belong to the same interface of bilayers. However,
in the case of steered MD there are two pronounced differ-
ences with respect to the NEB. Instead of shifting over b/2 or
a/2, the Cartesian y and z-components of the distances within
the pairs are used as a probe for the crystallographic b and
a-direction. Steering occurs over 2.5 A for the y-distance and
over 5.0 A for the z direction, which are approximations of b/
2 and a/2. When steering over z, the distances taken into ac-
count are C,-C, and Cs—-C;, when steering over y the restraint
works on C,-C, and C.C. distances. Another pronounced
difference is the study of both single affected interfaces,
which is achieved by steering on one pair of molecules, and
double affected interfaces, which is achieved by steering on
two pairs of molecules. This gives a total of four different set-
ups for the steered MD, all beginning with the starting coor-
dinates as shown in Fig. 3. Moreover, we use two lengths of
time to steer: 50 ps with 5 ps afterwards for a linear decrease
of the spring constant at the same position of the spring
followed by 50 ps without any spring influence and the same
procedure with 100 ps, 10 ps and 100 ps, respectively. Springs
corresponding to Cartesian components of the C,-C, dis-
tance have a force constant of 250 k] mol™* A and springs
corresponding to either Cs—Cs or C.-C. have a force constant
of 100 k] mol™* A%, stiffer springs resulted in decomposition
of the hydrogen-bonded bilayers, since only one pair of mole-
cules is steered per interface.

The temperature is 350 K in all cases, which is a tempera-
ture where the f polymorphic form is metastable and the o
polymorphic form is stable. To describe the thermal fluctua-
tions for each setting, 20 different trajectories are generated
through usage of different starting velocities. The simulations
are performed in the NPT ensemble®® at atmospheric pres-
sure and with a characteristic time scale for the barostat of
400 fs and for the thermostat of 40 fs. The timestep of inte-
gration is 0.5 fs. All figures of the steered MD snapshots and
NEB images have been made with VMD.*'
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