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The lack of site-specific chemotherapeutic agents to treat bone malignancy throws a significant
challenge in the design of a delivery vehicle. The major scientific question posed in this study is, can
we utilize curcumin-loaded magnesium oxide (MgO) doped 3D printed tricalcium phosphate (TCP)
bone grafts as a localized delivery system that improves early stage in vivo osseointegration and in vitro
chemoprevention, antibacterial properties? We have utilized curcumin as an alternative natural
chemopreventive agent for bone cancer-specific delivery after direct incorporation on the 3D printed
tricalcium phosphate (TCP) bone grafts. The addition of MgO as a dopant to TCP leads to ~1.3 times
enhancement in compressive strength. The designed drug delivery system shows up to ~22% curcumin
release in a physiological pH of 7.4 after 30 days. The presence of curcumin leads to up to ~8.5 times
reduction in osteosarcoma viability. /n vitro results indicate that these scaffolds significantly enhance
bone-forming osteoblast cells while reducing the bone-resorbing osteoclast cells. The in vivo rat distal
femur model surgery followed by histological assessment with H&E, vWF, and Movat pentachrome
staining results show that the designed scaffolds lead to new bone formation (up to ~2.5 times higher
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than the control) after successful implantation. The presence of MgO and curcumin results in up to
~71% antibacterial efficacy against osteomyelitis causing S. aureus. These 3D printed osteogenic and
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1. Introduction

Increasing demand for musculoskeletal reconstruction among
younger adults globally fuels the need to develop an alternate
strategy for designing artificial bone grafts with longer service
life."” The major causes of skeletal reconstruction are bone
disorders, trauma, birth defects, and bone cancers.® Osteo-
sarcoma is the most common type of bone malignancy for
pediatric patients and younger adults.* The current treatment
approaches for osteosarcoma consist of chemotherapy and

W. M. Keck Biomedical Materials Research Laboratory School of Mechanical and
Materials Engineering Washington State University, Pullman, Washington 99164,
USA. E-mail: shose@wsu.edu

+ Electronic supplementary information (ESI) available: Fig. S1: XRD results of
TCP indicate predominantly B — TCP (JCPDS # 09-0169) phases after sintering
with some o — TCP (JCPDS # 09-0348) phases. The Mg-TCP sample shows only
B - TCP phase; Fig. S2: Weibull fitting of obtained drug release data after 30 days
of release (a) at pH 7.4 (b) at pH 5.0; Fig. S3: MTT assay results after interaction
with different amounts of curcumin-loaded scaffolds and osteoblast on day 5
show that the Cur 3 sample shows a significant increase in cellular viability,
which decreases for the compositions Cur 4 and Cur 5; Fig. S4: MTT assay results
after interaction of osteosarcoma with different amounts of curcumin-loaded
scaffolds show that the presence of curcumin leads to a significant reduction in
osteosarcoma cell viability on day 5. See DOI: https://doi.org/10.1039/d2tb02547g
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chemopreventive scaffolds can be utilized in patient-specific low load-bearing defect sites.

surgical removal of the affected bone segment.” However, the
large defects after surgical removal of osteosarcoma are beyond
the bone’s self-healing capacity and need to be reconstructed
utilizing an artificial bone graft.>” There is a need to develop a
multifunctional bone graft that can have the dual properties of
chemoprevention and new bone formation after osteosarcoma
surgery.®

Naturopathy is currently gaining importance in the medical
community across the globe owing to its abundance and safety
compared to commercial alternatives.” The ancient Indian
medical literature Ayurveda reports the use of curcumin from
turmeric (Curcuma longa) as an important herbal medicine for
immunity boosting, wound healing, infection control, diabetes
management, and treating bone fractures.'® Few recent works
report that curcumin has chemopreventive potential."* However, a
significant knowledge gap in the existing literature demonstrates
the dual effects of curcumin-loaded 3D printed bone grafts for
early-stage in vivo osseointegration and in vitro chemoprevention.
Our work aims to bridge this gap by directly incorporating
curcumin into 3D printed ceramic bone grafts.

3D printing is currently the only advanced fabrication tech-
nology that can produce patient-specific and defect-specific
bone grafts with complex designs and porosity.'*"* The presence
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of pores allows nutrient supply to the newly formed bone after
implantation.'*"® Tricalcium phosphate (TCP) is the widely
used ceramic for 3D printed bone grafts due to its composi-
tional and chemical similarities with human hard tissues.'®"”
However, the poor mechanical strength of the grafts often
hinders new bone formation in vivo. Doping TCP with magne-
sium oxide (MgO) leads to the higher compressive strength of
the scaffolds due to grain boundary strengthening effects.'®"°
1t further helps in vivo osteogenesis.”® The success of a bone
graft is dependent on its new bone-forming ability after
implantation.”" Additionally, drug delivery to a specific surgical
site is challenging.”® Hence, localized drug delivery from 3D
printed grafts is gaining momentum in the bone research
community due to its advantages of site-specific actions.?®

We have designed a localized delivery system with 3D
printed MgO-TCP-curcumin that promotes new bone formation
after implantation in a rat distal femur model. The designed
grafts can serve the dual function of new bone formation and
chemoprevention. The osteogenic ability of a bone graft is
assessed by either its role in enhancing the bone-forming
osteoblast cells or inhibiting the bone-eating osteoclast cells.
Our strategy is to assess the potential of the designed system
in new bone formation by investigating its effects on both
osteoblast viability and osteoclast inhibition.**** Early-stage
osseointegration after in vivo implantation is the most crucial
factor that determines the long-term success of a bone graft.”®
Due to limited works performed to assess the early-stage
osseointegration of localized drug delivery systems, containing
natural medicinal compounds, it is important to investigate the
bone formation ability of these grafts in vivo. We have studied
the in vivo bone formation potential of this designed delivery
system using rat distal femur models.>”

The bacterial attachment on the graft surface is one of the
important causes of graft failure after implantation.>®* Bacterial
adhesion on the implant surface often results in the formation
of biofilm, which is difficult to treat with conventional
treatments.>® Implant failure due to bacterial infection caused
by S. aureus may need to be rectified by costlier and more
complex revision surgeries. Antibiotic delivery to the specific
surgical site is challenging.*'** Additionally, an emerging chal-
lenge in infection control is multi-drug resistance bacteria.**™*
Natural medicinal compounds and transition metals pose an
advantage in this regard. 3D printed bone grafts with inherent
antibacterial properties reduce the chances of post-surgical
bacterial infection.

The objective of our study is to investigate the in vivo
osteogenesis, in vitro chemopreventive potential, and antibac-
terial properties of the 3D printed MgO-TCP grafts containing
curcumin. We hypothesize that the presence of MgO and
curcumin will enhance in vitro osteoblast viability, inhibit
osteoclast proliferation and osteosarcoma viability, and incor-
porate antibacterial properties. The utilization of this compo-
site system is expected to enhance in vivo bone regeneration in
rat distal femur models. The novelty of this work lies in
the direct incorporation of curcumin into the 3D printed
MgO-TCP grafts that show enhanced multifunctional biological
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properties. The potential of the fabricated grafts is charac-
terized by in vitro osteoblast, osteoclast, and osteosarcoma
culture, resorption pit formation study, and antibacterial effi-
cacy assessment against S. aureus and P. aeruginosa. The novel
3D printed scaffold-based drug delivery system design leads to
enhanced in vivo bone regeneration and blood vessel for-
mation, as evident in rat distal model femur model surgery
and histological assessment with H&E staining, and vWF
staining. These bone grafts are expected to find application in
low load-bearing defect repair sites.

2. Materials and methods
2.1 Substrate preparation

To prepare the 3D printed structures, the B-TCP powder was
made using a previously reported method by our group.*®
Dicalcium phosphate (calcium phosphate dibasic, CaHPO,,
>98.0%, Millipore Sigma, St. Louis, USA) and calcium carbo-
nate (CaCOj;, >99.0%, Millipore Sigma, St. Louis, USA) were
mixed at a 2:1 molar ratio followed by 2 h of ball milling at
speed 70, in presence of zirconia milling media. The ball : powder
ratio was used as 2:1 w/w. Calcination of the ball-milled
powder was done for 24 h at 1050 °C. The calcined powder
was then wet milled for 2 h using 1.5x w/v of ethanol with a
milling media-to-powder ratio of 2x w/w. In the next step,
ethanol was evaporated, followed by washing the dried powder
with deionized water to remove impurities, followed by drying.
To dope MgO in the obtained TCP powder, 1 wt% of MgO
(>99.99%, Millipore Sigma, St. Louis, USA) was mixed with the
powder followed by 2 h ball milling at speed 70 (powder : ball
ratio of 2:1). The dopant amount was selected based on our
previous optimization results on the mechanical and biological
properties of MgO-doped TCP.'®'® The obtained pure B-TCP
and MgO doped B-TCP powders were further heat treated at
250 °C for the removal of chemisorbed moisture. These dried
and moisture-removed powder was utilized to fabricate 3D
printed scaffolds without any designed porosity, using a binder
jet 3D printing machine (ExOne LLC, Irwin, PA, USA). SolidWorks
was utilized to design the CAD files of these structures and
converted them to a.stl file, followed by feeding them into the
3D printer. Circular scaffolds with 5 mm diameter and 3 mm
height were utilized for in vitro studies. Cylindrical scaffolds with a
dimension of 11 mm in height and 7 mm in diameter were used
for compressive strength assessment. For in vivo assessment,
cylindrical scaffolds with 2.5 mm diameter and 4 mm height
were fabricated as per the surgery protocol. Crack-free parts were
printed by ensuring careful parametric optimizations. The recoat
speed was utilized as 10 m s~ with 7 s curing time, a layer
thickness of 60 pm, and a binder saturation of 92. Curing of the
3D printed green scaffolds was done at 175 °C for 1.5 h. In the
next step, the loosely adherent powders were removed by com-
pressed air, followed by sintering at 1250 °C for 2 h."*” The
control samples are named TCP, MgO-doped ones are represented
as Mg-TCP, and the curcumin-loaded scaffolds are denoted as
Mg-TCP-Cur throughout the manuscript.

This journal is © The Royal Society of Chemistry 2023
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2.3 X-ray diffraction (XRD) study

The doped and undoped TCP were characterized by X-Ray
diffraction (Rigaku Miniflex 600) in the range of 20° to 50°
(step size of 0.05°) with a Cu Ko radiation source (40 kv, and
30 mA).

2.4 Drug loading and release

In vitro release of curcumin was quantified in phosphate buffer
solution (PBS) at pH 7.4 and acetate buffer solution at pH 5.0
for 30 days. The pH 7.4 was selected to mimic the physiological
pH, whereas the pH 5.0 was selected to mimic the pH of
postsurgical microenvironments.*® The curcumin (>98.0%
Millipore Sigma, St. Louis, USA) was dissolved in pure ethanol
and this solution was pipetted on top of the scaffolds for
curcumin loading. Samples containing 500 pg of curcumin
were kept in glass vials with 4 mL of the buffer, followed by
shaking (150 rpm) at 37 °C inside a shaker. After collecting data
at each time point, the buffer was taken out and fresh buffer
solution was put in the vials. To quantify the curcumin release,
the optical density of 100 pL of the collected buffer was
measured at 427 nm utilizing Biotek (VT, USA) Synergy 2
SLFPTAD microplate reader. To calculate the cumulative
release of curcumin (%), one standard calibration curve was
made with the obtained data from curcumin release with
different concentrations. The release kinetics was modeled with
the Weibull model (using MATLAB 2021b), as mentioned in the
following equation

Y(¢) =100 x {1 — exp [—(¢/D)"T} (1)

In this equation, the drug release rate (%) is represented as
“Y(¢)’, while “¢” is the time in days. The time constant is
» 39

denoted by “b” and the shape parameter is denoted by “a”.

2.5. Invitro cell-material interaction

In vitro, cell-material interactions were assessed by osteoblast,
osteoclast, and osteosarcoma cell cultures. The composition for
detailed in vitro cell culture studies was selected based on the
initial optimization results with day-5 osteoblast and osteosar-
coma cell viability studies. Different amounts of curcumin (100
pg, 200 pg, 400 pg, 1000 pg, and 1500 pg) were loaded on the
TCP scaffolds for the initial studies. These samples are noted as
Cur 1, Cur 2, Cur 3, Cur 4, and Cur 5 respectively. The cell
culture experimental methods are provided below.

2.5.1. Osteoclast cell culture. Osteoclast cell culture was
performed as per the manufacturer’s specifications.”**® The
cells (THP1 monocytes, ATCC, Manassas, VA, USA) were seeded
on top of each scaffold at a density of ~40000 cells per sample.
The growth media consists of Roswell Park Memorial Institute
(RPMI)-1640, 0.05 mM 2-mercaptoethanol, and 10% FBS. The
growth media was altered to differentiation media for the
rest of the culture period. The differentiation media contains
40 ng mL ' phorbol 12-myristate 13-acetate (Millipore Sigma,
St. Louis, USA) and 10 ng mL™ " receptor activator of the nuclear
factor x-B ligand (RANKL) including RPMI-1640 and FBS. After
the addition of the media, the well plate incubation was done at

This journal is © The Royal Society of Chemistry 2023
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37 °C in a 5% CO, atmosphere. The media change was done
each 3 days. Tartrate-resistant acid phosphatase (Acid Phos-
phatase Assay Kit, abcam, USA) was carried out to analyze the
cellular behavior after each time point. To analyze the resorp-
tion pits after 11 days and 21 days of culture, the sample
ultrasonication was done in 1 mL of 1 M NacCl solution and
0.2% Triton X-100 mixture. In the next step, the samples were
washed with ethanol followed by ethanolic dehydration series.
The pit formations were investigated by imaging the samples in
a scanning electron microscope (FESEM) after gold sputter
coating. The live-dead staining was performed by pouring
800 pL of 1:1 mixture of calcein M (Biolegend, CA, USA) and
propidium iodide (Invitrogen, MA, USA) solution (in PBS) on
every sample. Confocal microscopy (TCS SP5 confocal laser
microscope) was done on the stained samples to detect the live
and dead cells using the lasers at 485-535 nm and 630-720 nm
respectively.*" FESEM imaging of the attached cells was carried
out to check the cellular morphology.

2.5.2. Osteoblast cell culture. Osteoblast cell cultures on
top of each sample were performed with human fetal osteoblast
cells (hFOB, obtained from ATCC, Manassas, USA) for 3,7, and
11 days, as per the previously reported protocol by our group.*®
The cell culture media consists of Dulbecco’s modified Eagle’s
medium and Ham’s F12 medium (DMEM/F12, Millipore Sigma,
St. Louis, USA) as a 1:1 mixture. The supplemental media
consists of 2.5 mM sterilized r-glutamine (without phenol red)
solution, fetal bovine serum (10% FBS, ATCC, Manassas, USA),
0.3 mg mL~' G418 (Millipore Sigma, St. Louis, USA), and 0.1%
penicillin-streptomycin (Millipore Sigma, St. Louis, USA). The
sterilized samples were put on a 24-well plate followed by the
addition of 40 x 10° cells per sample. After this, 1 mL of cell
culture media was poured into each well. In the next step, the
well plates were incubated at 34 °C under a 5% CO, atmo-
sphere. The MTT assay [3-(4,5-dimethylthiazol-2-yl)-2,5-diphenyl-
tetrazolium bromide, Millipore Sigma, USA] was performed after
3, 5,7, and 11 days of culture. To carry out the assay, 100 pL of
MTT solution was poured on top of each sample, then 900 pL of
media was put and the samples were incubated at 34 °C for 2 h.
After the incubation period, this solution was removed and 600 puL
of solubilizer (10% Triton X-100, 0.1 N HCI, and isopropanol) was
poured into each well for dissolving the formazan crystals. 100 pL
of this solution was transferred to a 96-well plate and the reading
was taken at 570 nm using a UV-VIS microplate reader.

The cellular morphology was investigated using FESEM
(FEI Inc., Hillsboro, OR USA). Before the imaging, the sam-
ples after cell culture were fixed with 2% paraformaldehyde
and 2% glutaraldehyde in 0.1 M phosphate buffer and kept
inside the refrigerator overnight at 4 °C. After this, sample
rinsing was done 3 times with 0.1 M phosphate buffer
solution and the samples were post-fixed using 2% osmium
tetroxide (OsO,). The sample dehydration was carried out in
an ethanolic series ranging from 30% to 90% once and three
times with 100% ethanol. In the next step, hexamethyldi-
silane (HMDS) was poured into each sample followed by
overnight drying. The samples were gold coated before
taking the FESEM images.

J. Mater. Chem. B, 2023, 1, 4725-4739 | 4727
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2.5.3. Osteosarcoma cell culture. The in vitro chemo-
preventive potential of fabricated scaffolds was tested against
the human osteosarcoma cell line (MG-63, ATCC, USA) in
Eagles Minimum Essential Medium (EMEM, ATCC, USA).*°
The cell seeding was done at a number of 35 000-40 000 cells per
sample. The MTT assay and assessment of cellular morphology by
FESEM were done with a similar method that was done for the
osteoblasts.

2.6. Assessment of antibacterial efficacy

The antibacterial potential of the prepared compositions was
assessed against S. aureus and P. aeruginosa based on the
modified ISO 22196:2011 Standard.">** Freeze-dried bacteria
(Carolina Biological, USA) were activated as per the manufac-
turer’s recommendations. The optical density of the activated
bacterial solution was computed at 625 nm with a UV-Vis
microplate reader (BioTek) and compared with the McFarland
standard. After sterilization, the scaffolds were placed in a
24-well plate and 10° CFU of activated bacteria was put on
top of each scaffold followed by 1 mL of broth media addition.
In the following step, the well plates were transferred inside an
incubator at 37 °C and 90% humidity for 36 h and 72 h. After
the sample-bacteria interaction, the tested scaffolds were
placed into a glass vial with 1 mL PBS. In the next step, 10 pL
of the diluted vortexed bacterial suspension was put on each
agar plate and incubation was done for 24 h at 37 °C. The
bacterial colonies were quantified from the agar plate photo-
graphs. Tryptic soy agar plates (G204, Hardy Diagnostics, USA)
were utilized to plate S. aureus, whereas pseudosel agar (cetri-
mide agar) plates (BD 297882, VWR, USA) were used to plate
P. aeruginosa. The bacterial cell viability was quantified with the
following equation. The bacterial efficacy of the treatments was
computed as 100 - bacterial cell viability (%).

Bacterial cell viability (%) = Nyeatment/Neontrol X 100%  (2)

In the above equation, Nyeatment a0d Neontrol are the bacterial
colonies formed on the agar plates of treatments and control
respectively after each time point. The bacterial attachment on
top of each sample was analyzed with FESEM using a similar
protocol that was carried out for the osteoblasts.

2.7 In vivo properties assessment of the fabricated scaffolds

2.7.1 Rat distal femur model. A bilateral, uni-cortical rat
distal femur model was constructed as per the Institutional
Animal Care and Use Committee (IACUC) approved protocol
from Washington State University, Pullman, WA. Sprague-
Dawley (Envigo, Wilmington, MA, USA) rats of 320-340 g weight
underwent bilateral, uni-cortical surgery followed by post-op
care and monitoring until 6 weeks. The rats were euthanized at
6 weeks. Initially, each rat was kept in a single cage in 12 h light
and dark cycle inside a room with controlled temperature and
humidity.** During the surgery, the anesthesia was carried
out with IsoFlo (Isoflurane, USP, Abbott Laboratories, North
Chicago, IL, USA) and oxygen. To make the defects, gradually
increasing drill sizes up to 2.5 mm in diameter were used. The
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implants (2.5 mm diameter and 4 mm height) with specific
compositions were placed in the defects. The incision was
closed with suturing and stapling. To minimize the inflammation
and reduce pain, subcutaneous meloxicam was administrated for
3 days post-surgery, as per the approved protocol. The Euthanasia
was done with a CO, overdose. After the euthanasia, femur
harvesting was performed, and the harvested samples were kept
in a 10% neutral-buffered formalin solution.

2.7.2 Histomorphology and histochemical analysis. The
harvested femurs were kept in formalin for 72 h and dehy-
drated with an ethanolic series. Sample embedding was done in
methylmethacrylate (iMMA). The embedded samples were
cross-sectioned perpendicular to the axis of the implants by
using a diamond saw, to obtain tissue sections. After this, the
tissue section fixation was done on glass slides, and grinding,
polishing was carried out to obtain a sample thickness up to
50 um for Sanderson’s rapid bone staining (SRBS) [Sanderson’s
RBS + van Gieson (S-CP3), Dorn and Hart, Microedge Inc.,
Loxley, USA] to quantify new bone formation surrounding the
scaffold.**** Decalcification of the femurs was done by immer-
sing those in 14% ethylenediamine tetra acetate solution for
4 weeks.*® The solution was replaced with a new solution each
2-3 days. After decalcification, the sample embedding was done
in paraffin followed by sectioning to less than 10 pm with a
microtome cutter followed by fixing on positively charged
slides.

These samples were stained with Hematoxylin [Millipore
Sigma (H3136), St. Louis, USA] & Eosin [Surgipath, Leica,
Buffalo Grove, USA] (H&E) staining and von Willebrand factor
(VWWF) staining with blood vessel staining kit (ECM 590, Milli-
pore Sigma, USA) to quantify the new bone formation and
blood vessel formation respectively.””*° As per the manufac-
turer’s recommendation, the primary antibody in the vWF was
utilized as a rabbit anti-vWF polyclonal antibody, and
the antigen retrieval was performed with a steamer at 60 °C
utilizing PBS. Selected samples were further characterized with
Movat pentachrome staining (Abcam, USA).>°>> The slides
after staining were imaged with high-magnification optical
images. To quantify the new bone surrounding the implant-
bone interface, RGB analysis, and area measurement methods
were utilized using Image] software.

3. Results

The XRD results of undoped and MgO doped TCP after sinter-
ing are shown in Fig. S1 (ESI{). Predominantly § — TCP (JCPDS #
09-0169) phases are present in the sintered TCP with some o -
TCP (JCPDS # 09-0348) peaks. MgO doping further increases the
formation of B - TCP and only corresponding § - TCP peaks are
noticed. Similar observations are reported in our previous
work.'® The schematic of the binder jet 3D printing machine
utilized to fabricate the scaffolds and different types of scaf-
folds such as circular, and cylindrical scaffolds with and with-
out any designed porosity are shown in Fig. 1(a). Fig. 1(b) shows
that at pH 7.4, ~22% curcumin is released in the buffer from

This journal is © The Royal Society of Chemistry 2023
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Fig. 1 (a) Schematic of the binder jet 3D printing machine used to construct the scaffolds and various designs of scaffolds such as circular, cylindrical
scaffolds without any designed porosity, and porous cylindrical scaffolds. (b) Cumulative release of curcumin from 3D printed TCP scaffolds and
MgO-doped 3D printed TCP scaffolds at pH 7.4 shows 22% and 17% release respectively after 30 days. (c) Weibull model fitting of the first 24 h drug
release data at pH 7.4. (d) Cumulative release of curcumin from 3D printed TCP scaffolds and MgO-doped 3D printed TCP scaffolds at pH 5 shows 30%
and 23% release respectively after 30 days. (e) Weibull model fitting of the first 24 h drug release data at pH 5. (f and g) FESEM images of the TCP-Cur and
Mg-TCP-Cur substrates before drug release study. (h and i) FESEM images of the TCP-Cur and Mg-TCP-Cur substrates after drug release study at pH 7.4.
(j and k) FESEM images of the TCP-Cur and Mg-TCP-Cur substrates after drug release study at pH 5.0. The degraded regions in scaffolds after drug
release at pH 5.0 is marked with arrows in Fig. 1()) and (k).

the TCP scaffolds, whereas ~17% of release is observed from
the Mg-TCP scaffold surface after 30 days. Fig. 1(c) shows the
Weibull model fitting of the first 24 h drug release data at
pH 7.4. The results indicate a good fitting with an R* value >
0.9. Fig. 1(d) shows curcumin release at pH 5. A total of 30%
release is observed from the TCP surface, whereas the MgO-doped

This journal is © The Royal Society of Chemistry 2023

3D printed scaffolds show a total release of ~23% release
respectively after 30 days. Fig. 1(e) shows the Weibull model
fitting of the first 24 h drug release data at pH 5.0. The obtained
fitting results indicate a good fitting with an R* value > 0.9.
The fitting data after 30 days of drug release is shown in Fig. S2
(ESIT). Table S1 (ESIt) shows the values of the time constant
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and shape parameters as obtained from the fitting data. For the
release study at pH 7.4, the TCP-Cur fitting shows the para-
metric values as “a” 3.5, “b” 1.2, the Mg-TCP-Cur shows values
as “a” 3.4, “b” 1.6; the parametric values after fitting the pH 5.0
release data of TCP-Cur shows the parametric values as “a” 6.9,
“b” 3.8 and the fitting results of Mg-TCP-Cur release at pH 5.0
shows the values as “a” 6.7, b’ 5.0. The FESEM images before
and after drug release are shown in Fig. 1(f)-(k). The surfaces
after drug release at pH 5.0 (Fig. 1(j) and (k)) show generation of
porosity and higher degradation as compared to the surfaces at
pH 7.4 (Fig. 1(h) and (i)). The degradation areas in the FESEM
images are identified with an arrow in the figures. The scaffold
surfaces before the drug release study are shown in Fig. 1(f) and (g).
Initial cell viability results with different amounts of curcumin
after interaction with osteoblast and osteosarcoma cells for
5 days are shown in Fig. S3 and S4 (ESIt) respectively. Curcu-
min amount of 400 pg leads to a significant increase in
osteoblast cellular viability, whereas a curcumin amount of
1000 pg and 1500 pg results in cytotoxicity (Fig. S3, ESIT).
Fig. S4 (ESIt) shows that increasing the amount of curcumin
leads to a significant reduction in osteosarcoma viability. The
highest osteosarcoma reduction is noticed for the composition
of 1500 pg curcumin. Based on these results, a curcumin
amount of 500 pg is selected for a detailed in vitro study. The
interactions of osteoblast with the 3D printed scaffolds are
shown in Fig. 2(a) and (b). The cytocompatibility of the utilized
compositions is validated on day 3, as per the ISO 10993
standard.®® The MTT assay results (Fig. 2(a)) show that on
day 3, the cellular viability of Mg-TCP and Mg-TCP-Cur enhance
slightly than the control. The cell viability of treatment samples
significantly enhances on day 7 and day 11. The Mg-TCP shows
~1.2 times higher viability and the Mg-TCP-Cur shows ~ 1.4 times
higher osteoblast viability. The FESEM images (Fig. 2(c)) show good
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< % B
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cellular attachment and extended filopodial attachment. The
interactions of osteoclasts with the 3D printed scaffolds are
shown in Fig. 3(a)-(c). The TRAP assay results (Fig. 3(a)) indi-
cate that both treatments lead to a significantly lesser cellular
viability than the control. The Mg-TCP leads to ~1.3 times
lower cell viability than the control on day 11, whereas the
Mg-TCP-Cur results in ~2.9 times reduced cellular viability.
The Mg-TCP-Cur shows ~2.5 times reduced cell viability on
day 21 than that of the control. The resorption pit analysis
(Fig. 3(b)) shows a significantly higher pit formation in the
control TCP than in both Mg-TCP and Mg-TCP-Cur. All the
tested compositions are covered with a dense apatite layer
at each time point. This trend is further confirmed with the
FESEM and confocal images (Fig. 3(c)) on day 21. The cells are
noticed as embedded within the apatite layer, formed on top of
each sample surface. The treatment samples show a signifi-
cantly lesser presence of cells within the apatite layer. The
confocal microscopic images show a significant number of live
osteoclast cells (green dots). In contrast, the treatment samples
show mostly dead cells (red dots) and only a few live cells. The
osteosarcoma cell viability assessment results are presented in
Fig. 4(a)-(c). The Mg-TCP-Cur composition shows ~1.3 times
reduced cell viability than the control sample on day 3. On day
7, this composition shows a cell viability reduction of ~4 times,
which further enhances to ~8.5 times on day 11. The FESEM
images are shown in Fig. 4(b). The control samples show
healthy osteosarcoma cell attachment with filopodial exten-
sion. In contrast, damaged filopodia are noticed in the Mg-
TCP-Cur sample. Fig. 4(c) shows the schematic of the osteoblast
viability, osteoclast inhibition, and osteosarcoma inhibition on
the 3D printed Mg-TCP-Cur scaffold surface. The antibacterial
properties assessment results after 36 h and 72 h sample-
bacterial interactions are shown in Fig. 5. The agar plate images

(b) Mg-TCP-Cur

Day7

Day 11

Fig. 2 Interactions of osteoblast with 3D printed scaffolds (a) MTT assay results show that the tested compositions are cytocompatible. On day 3,
Mg-TCP and Mg-TCP-Cur show slightly higher cellular viability than the control. On day 7 and day 11, the treatment samples indicate significantly
enhanced cell viability than the control. The Mg-TCP sample shows ~1.2 times enhancement, the Mg-TCP-Cur shows ~ 1.4 times enhancement than
the control. In the image, * indicates a p value of <0.05 and the ** denotes a p value of <0.0001. (b) Good cellular attachment on each sample surface is
seen in the FESEM images. The treatment samples show the presence of extended filopodial attachment. The observed cells and extended filopodia are

marked with the dotted circle in the images.
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Fig. 3 Interactions of osteoclasts with the 3D printed scaffolds (a) TRAP assay results indicate that the treatment samples show a significant reduction in

osteoclast viability than the control. On day 11, the Mg-TCP shows ~1.3 times reduction in cell viability, and the Mg-TCP-Cur shows ~2.9 times
reduction in cell viability. On day 21, the Mg-TCP-Cur shows ~ 2.5 times reduction in cell viability than that of the control. (b) The resorption pit analysis
shows significant pit formation in the control sample, but the treatment samples show a lesser amount of pit formation. The generated pit regions are
marked with the arrows in the FESEM images. The samples are covered with the apatite layer at both time points. (c) The FESEM and confocal
microscopic images of osteoclasts on day 21. The FESEM images show that the samples are covered with the apatite layer. The embedded cells within the
layers are identified with a dotted circle. In contrast, the treatment samples show a lesser density of cells embedded within the apatite layer. The confocal
microscopic images indicate that the control sample has mostly live osteoclast cells (green dots), whereas the treatment samples show mostly the

presence of dead cells (red dots). Some live cells are visible in the treatment samples and pointed with a dotted circle in the images.

(Fig. 5(a)) indicate that Mg-TCP and Mg-TCP-Cur lead to a
significant S. aureus bacterial colony reduction than that of
the control sample. The bacterial cell viability quantification
(Fig. 5(b)) indicates that the Mg-TCP composition shows the
highest ~33% antibacterial efficacy and the Mg-TCP-Cur com-
position shows the highest ~71% antibacterial efficacy in
comparison to the control. The corresponding FESEM images
in Fig. 5(c) show a lesser bacterial density in the treatment
sample than that of the control. Inset FESEM image of the
Mg-TCP-Cur composition shows bacterial cell debris, which
arises due to the puncture of bacterial cells in presence of Mg?>*
and curcumin. Agar plate results (Fig. 5(d)) after 72 h of
interaction between fabricated scaffolds and P. aeruginosa show
a significant reduction in bacterial colonies in the Mg-TCP-Cur

This journal is © The Royal Society of Chemistry 2023

composition, compared to the control TCP. The corresponding
FESEM images (Fig. 5(e)) show that control TCP has dense
bacterial colonies, which significantly reduces in presence of
curcumin and MgO. Dilated bacterial cell walls are noticed in
the treatment sample. The high magnification inset image of
Mg-TCP-Cur shows debris, resulting due to bacterial killing.
The agar plate quantification results are shown in Fig. 5(f).
Mg-TCP-Cur leads to ~79% antibacterial efficacy against
P. aeruginosa after 72 h. The antibacterial mechanism of
Mg-TCP-Cur composition is schematically shown in Fig. 5(g).
The schematic of In vivo rat distal femur model, H&E
staining, and quantification of new bone formation is shown
in Fig. 6. Design of the 3D printed scaffolds with 2.5 mm
diameter and 4 mm height, a schematic of the implant location
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Fig. 4 (a) MTT assay results after osteosarcoma cell-3D printed scaffolds interaction show that cell viability significantly reduces in presence of

curcumin. The Mg-TCP-Cur composition shows ~1.3 times reduced cell viability than the control on day 3. On day 7, this composition shows a cell
viability reduction of ~4 times, which further enhances to ~8.5 times on day 11. The ** denotes a p value of <0.0001. (b) Healthy osteosarcoma cell
attachment with filopodial extension is noticed in the FESEM image of control samples. In contrast, the curcumin-loaded composition show damaged
filopodia (marked with arrows), or no significant cellular attachment to that of the control. The observed cells are identified with dotted arrows.
(c) Schematic representing the osteoblast viability, osteoclast inhibition, and osteosarcoma inhibition on the 3D printed Mg-TCP-Cur scaffold surface.

in a rat distal femur model, surgery, and implantation, sche-
matic of sample harvesting and cross-section cuts, utilized for
different staining and quantifications of new bone, blood vessel
regeneration is shown in Fig. 6(a). The optical microscopic
images of the H&E-stained cross sections are shown in Fig. 6(b).
In these images, “I” denotes the area surrounding the scaffold,
“NB” indicates new bone formation, “NU” denotes the nucleus,
and “F” denotes fibrous tissue. The quantification results
(Fig. 6(c)) indicate that the Mg-TCP sample leads to ~1.5 times
enhancement in new bone formation than that of the control,
which further increases to ~2.5 times for the Mg-TCP-Cur
sample. Fig. 6(d) shows a representative image, obtained during
the RGB analysis of the H&E optical images. The optical micro-
scopic images of the vWF-stained cross sections are shown in
Fig. 7(a)-(f). The Fig. 7(a) and (b) show low magnification and
high magnification images of TCP, and the low magnification

4732 | J Mater. Chem. B, 2023, 11, 4725-4739

and high magnification images of Mg-TCP are shown in Fig. 7(c)
and (d) respectively, whereas Fig. 7(e) and (f) show the low mag
and high mag images of Mg-TCP-Cur respectively. The blood
vessels are identified with a white free-flowing area in the low
mag images (Fig. 7(a), (c) and (e)). Selected blood vessel areas are
shown in the inset images. The blood vessels are marked with an
arrow in the corresponding high mag images (Fig. 7(b), (d), and
(£)- Fig. 7(g)-() shows optical microscopic images of the SRBS-
stained cross sections. The low mag images of TCP, Mg-TCP, and
Mg-TCP-Cur are shown in Fig. 7(g)—(i) and the corresponding high
mag images are shown in Fig. 7(j), (k), and (1) respectively. In the
high mag images, “NB” stands for new bone, and “OB” stands
for osteoblast respectively. The quantification of blood vessel
formation results is shown in Fig. 8(a). The Mg-TCP leads to
~1.6 times higher blood vessel formation than the control TCP,
and no significant increase in blood vessel formation is observed

This journal is © The Royal Society of Chemistry 2023
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Fig. 5 The antibacterial test results for 36 h and 72 h against S.aureus based on the modified ISO 22196:2011 Standard of agar plate counting method (a)
The agar plate images indicate that Mg-TCP and Mg-TCP-Cur result in a significantly less number of bacterial colony formation than that of the control.
(b) The bacterial cell viability quantification results indicate that Mg-TCP composition shows the highest ~33% antibacterial efficiency and the Mg-TCP-
Cur composition shows the highest ~71% antibacterial efficiency than the control. The ** denotes a p value of <0.0001. (c) The FESEM results show a
lesser number of bacterial densities in the treatment sample than that in the control. Inset FESEM image of the Mg-TCP-Cur composition shows bacterial
cell debris, resulting due to puncture of bacterial cells in presence of Mg?* and curcumin. (d) The antibacterial efficacy assessment against P. aeruginosa
after 72 h of bacteria—scaffold interaction shows that Mg-TCP-Cur leads to a significant reduction in bacterial colonies. (e) The FESEM images show
dense bacterial colonies in the control, whereas the Mg-TCP-Cur shows a smaller number of bacterial colonies with a clear dilation of bacterial cell walls.
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The inset image shows resultant debris due to the killing of bacteria. (f) The bacterial cell viability quantification results indicate that ~79% antibacterial
efficacy is shown by the Mg-TCP-Cur composition. (g) Schematic representing the antibacterial mechanism of Mg-TCP-Cur composition due to
ROS generation and bacterial cell wall dilation in presence of polyphenolic curcumin and Mg?*. The interaction between curcumin and Mg+ is shown

in this figure.

in presence of curcumin. The new bone formation quantification
using SRBS staining is shown in Fig. 8(b). The Mg-TCP shows
~1.4 times higher bone formation than the control, which further
increases to ~2.3 times for the Mg-TCP-Cur composition. The
optical images of the obtained cross sections after Movat penta-
chrome staining of TCP and Mg-TCP are shown in Fig. 8(c) and (d)
respectively. In these images, “NB” denotes the new bone for-
mation, and the area surrounding the scaffolds is marked with
“I”. The obtained images show that the presence of MgO leads to
a significant enhancement in new bone formation than that of the
control. Fig. 8(e) shows the schematic representation of new blood
vessel generation and bone regeneration after the implantation of
the 3D printed scaffolds with MgO and curcumin. The X-ray
radiograph (Fig. 8(f)) after 6 weeks of implantation shows that the
scaffolds remain intact within the distal femur and no presence of
aseptic loosening or fracture is noticed because of surgery.

4. Discussions

Curcumin as an alternate chemopreventive natural molecule
for bone tissue engineering

The early-stage osseointegration potential of curcumin makes it
a suitable natural drug for various bone tissue engineering

Schematic of the location

(a) 2.5mm

3 »
3 o

v

3DP scaffolds

.

surgery (0

applications.*** Additionally, curcumin can be utilized as a
safer alternative for chemoprevention due to its nontoxicity to
healthy tissues and efficiency in preventing osteosarcoma.'®
Curcumin, the active compound of turmeric is utilized
as a spice in the Asian peninsula for centuries. Recent works
suggest that curcumin influences several cell signaling path-
ways, associated with tumor and restrict the propagation of
tumor cells by inhibiting the nuclear factor-kp (NF-kf)
pathways."" The NF-kf is present in the cytoplasm of resting
cells as a conjugate with Ixp. This conjugate remains an
inactive component. The activation of NF-kf3 happens by the
phosphorylation of Ixp. In the next step, the activated NF-«xf3
transports to the nucleus and binds to the DNA, which triggers
cancer cell proliferation. Curcumin hinders phosphoryla-
tion and restricts activation of the NF-kf pathway.”>® This
mechanism further restricts the propagation of tumor cells.
In our work, the cell viability assessment results (Fig. 4)
indicate the potential of the fabricated drug delivery vehicle
against osteosarcoma. Tumor site-specific drug delivery is
challenging, and the effectiveness of the designed vehicle
needs to be assessed to ensure the maximum benefit of a
site-specific drug delivery system.>>*” Our approach is to
design a site-specific drug delivery vehicle with curcumin
loaded MgO-doped TCP that can serve a dual purpose of
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Fig. 6 Schematic of In vivo rat distal femur model, H&E staining and quantification of new bone formation. (a) Design of the 3D printed scaffolds with
2.5 mm diameter and 4 mm height, a schematic of the implant location in a rat distal femur model, surgery and implantation; schematic of sample
harvesting and cross-section cuts, utilized for different staining and quantifications of new bone, blood vessel formation. (b) Optical microscopic images
of the H&E-stained cross sections. The implant area in each scaffold is marked with “I”, “NB" indicates new bone formation, “"NU" denotes the nucleus,
“F" indicates fibrous tissue. (c) Quantification of the new bone formation surrounding the scaffolds with RGB analysis show that the Mg-TCP sample leads
to ~1.5 times enhancement in new bone formation than that of the control, which further increases to ~2.5 times for the Mg-TCP-Cur sample. (d)
Representative image obtained during the quantification by RGB analysis.
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Fig. 7 Optical microscopic images of the vVWF-stained cross sections, (a) and (b) TCP sample in a low magnification and high magnification respectively,
(c) and (d) Low mag and high mag images of Mg-TCP respectively. (e) and (f) Low mag and high mag images of Mg-TCP-Cur respectively. In the low mag
images (a), (c), and (e), the blood vessels are identified with a free-flowing area, marked in white. Few specific blood vessels are shown in the
corresponding inset images. In the high mag images (b), (d), and (f) the blood vessels are marked with an arrow. Optical microscopic images of the SRBS-
stained cross sections are shown in Fig. (g)—(l). The low mag images of TCP, Mg-TCP, and Mg-TCP-Cur are shown in Fig. (g), (h), and (i) respectively. The
corresponding high mag images are shown in (j), (k), and (1) respectively. In the high mag images, “"NB" stands for new bone, and "OB" stands for

osteoblast respectively.

early-stage osseointegration and chemoprevention. Curcumin
release from the MgO-doped TCP scaffolds depends on the
following factors (a) surface degradation (b) diffusion (c)
electrostatic interactions (d) complex formation ability
between free Mg”* and curcumin (e) hydrophobic and hydro-
philic interactions between the drug and surrounding environ-
ment.*®*® The obtained results after 24 h drug release
(Fig. 1(c) and (e)) show a good fit (R* > 0.9) with Weibull
distribution.’ The obtained parametric values (Table S1, ESIt)
determine the nature of the fitting curve as per eqn (1). The
FESEM images after drug release (Fig. 1(j)-(k)) indicate higher
degradation of scaffolds at pH 5.0 as compared to pH 7.4
(Fig. (h) and (i)). This is one of the contributing factors toward
the higher release of curcumin at pH 5.0 from the scaffold
surfaces.

This journal is © The Royal Society of Chemistry 2023

Multifunctional scaffold design strategies by 3D printing

Our innovative strategy of direct curcumin incorporation in the
3D printed MgO doped TCP scaffolds has unique advantages in
terms of multifunctionality for bone tissue engineering appli-
cations, such as (a) antibacterial properties (b) ability to
enhance bone-forming osteoblasts (c) inhibition of bone-
eating osteoclasts (d) early stage osseointegration after in vivo
implantation (e) in vitro chemopreventive potential. 3D printed
scaffolds have unique advantages such as patient specificity
and defect specificity.”® However, often poor mechanical
strength of ceramic-based 3D printed scaffolds restricts their
application in vivo.®”®" Inferior mechanical properties lead to
postsurgical implant failure because the scaffolds can’t with-
stand the pressure from the newly formed bone.®® Hence, it is
important to develop a strategy that can ensure sufficient

J. Mater. Chem. B, 2023, 11, 4725-4739 | 4735


https://doi.org/10.1039/d2tb02547g

Published on 19 april 2023. Downloaded on 21-02-2026 21:24:11.

View Article Online

Paper Journal of Materials Chemistry B
(a) 250 [ )rep (b) 4 Control TCP
_ L Img-TcP Mg-TCP
° [ Mg-TCP-Cur - o
X 200 > —_
o s =5 ;{
" : ~ 30
2 §
10 e i
e 3 . I
« I - 20 T
: -3 Py
@ 100 S 18
H 2 1
> S
S 10
% w -
@ 5

Rat distal femur model

30 printed drug loaded.
scaffold g

Fig. 8 (a) Quantification of blood vessel formation results shows that the Mg-TCP leads to ~ 1.6 times higher blood vessel formation than the control

TCP. No significant decrease in blood vessel formation is observed in presence of curcumin. (b) The SRBS quantification results indicate that Mg-TCP
shows ~1.4 times higher bone formation than the control, which further increases to ~2.3 times for the Mg-TCP-Cur composition. (c) and (d) Optical
images of the obtained cross sections after Movat pentachrome staining of TCP and Mg-TCP respectively. The new bone formation is marked with "NB”
and "I” denotes the area surrounding the 3Dprinted scaffold. The presence of Mg significantly enhances new bone formation than that of the control
TCP. (e) Schematic showing the new blood vessel generation and bone formation after the implantation of the 3D printed scaffolds with curcumin. (f) The
X-ray radiograph after 6 weeks of implantation shows that the scaffolds remain intact within the distal femur and no presence of aseptic loosening or

fracture is noticed because of surgery.

strength of the scaffolds. Our design strategy and utilization of
MgO as a dopant result in enhanced compressive strength
of the scaffolds as 11 MPa than the control TCP as 8 MPa.
MgO has the grain boundary-strengthening ability during
sintering.’®'° This mechanism results in improved compres-
sive strength for the MgO-doped TCP scaffolds. The obtained
compressive strength is similar to human cancellous bone
(2-10 MPa)."?

Multi-drug resistance of Gram-negative and Gram-positive
bacteria is a serious clinical problem.**7**> Osteomyelitis-
causing Gram-positive S. aureus bacteria and Gram-negative
P. aeruginosa bacteria are two major microorganisms that cause
severe infection after implantation and may lead to scaffold
failure.®>%® Our results (Fig. 5) show that MgO-doped TCP with

4736 | J Mater. Chem. B, 2023, 11, 4725-4739

curcumin has antibacterial potential against both bacteria. The
polyphenolic groups present in curcumin have the potential of
generating reactive oxygen species (ROS) in contact with the
bacterial cell wall and lead to its death."® The bacterial colony-
forming ability of P. aeruginosa is monitored by the quorum
sensing (QS) signaling mechanism. Curcumin downregulates
the genes associated with the QS mechanism and inhibits
P. aeruginosa.®* The exact mechanism by which MgO restricts
bacterial growth is yet to be explored. However, the existing
literature reports suggest that it shows antibacterial potential
due to the contact of Mg>" with the bacterial cell wall as well as
the formation of reactive oxygen species (ROS).®>°® In summatry,
the dual effects of curcumin and Mg*" trigger bacterial cell death
(Fig. 5). Antibiotic-resistant bacteria are a serious concern for the

This journal is © The Royal Society of Chemistry 2023
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medical community. In that regard, curcumin and MgO may be
utilized as effective alternatives.

Our approach is to inhibit tumor cells without affecting
the healthy bone-forming osteoblast cells. This is a crucial
challenge for localized drug delivery.”"®” We have mitigated
this challenge by the direct incorporation of curcumin on the
Mg-TCP scaffolds. Curcumin or similar natural phytochemicals
do not induce toxicity to healthy cells up to a certain dose and
the permeable limit of curcumin consumption is between
2-12 g per day per human.'® The initial cytocompatibility
results indicate that a higher amount of curcumin (1000 pg
and 1500 ng) leads death of healthy osteoblast cells. In contrast,
a very low amount of curcumin such as 100 ng does not cause
any significant increase in osteoblast viability. Among the
tested compositions, 400 pg of curcumin shows a significant
increase in osteoblast viability. The osteosarcoma viability
reduction is directly proportional to the increasing amount of
curcumin. Both, 400 pg and 1000 pg of curcumin lead to a
significant reduction in osteosarcoma viability. The combi-
nation of osteoblast and osteosarcoma viability results
indicates that a composition of curcumin between 400 pug and
1000 pg is expected to give optimal results. Based on this initial
study, 500 pg of curcumin is selected for further analysis.
Detailed osteoblast study results show that a combination
of curcumin and MgO enhances osteoblast viability up to
~1.4 times (Fig. 2(a)). Previous works suggest that curcumin
promotes the differentiation of mesenchymal stem cells and
helps in bone growth.** Curcumin enhances the Runx2 and
osteocalcin mRNA expressions and promotes osteoblast viability.*®
It also upregulates Heme Oxygenase 1 (HO-1) pathway and
enhances osteoblast differentiation.®® Recent works suggest
that divalent Mg®" ions promote integrin-mediated mechan-
isms that help in osteoblast attachment and proliferation over
the Mg**-containing implant surface. Our MTT and FESEM
results (Fig. 2) corroborate well with this hypothesis, suggesting
enhanced osteoblast proliferation and growth over the Mg-TCP
and Mg-TCP-Cur scaffold surfaces.

The potential of this drug delivery system for osteoclast
reduction is shown in Fig. 3. TRAP enzyme is secreted by the
osteoclast cells during bone resorption, and it is a marker to
quantify osteoclastic activity.”® Our results show a significant
decrease in TRAP expression in presence of Mg** and curcu-
min. This behavior is possible because of two reasons (a) there
are fewer viable cells on the treatment samples (b) the cells are
not attached well to the scaffold surface, and they are unable to
resorb the TCP, followed by releasing TRAP. The live dead assay
(Fig. 3(c)) supports the first hypothesis. In presence of MgO and
curcumin, a significant number of dead cells (red dots) are seen
as opposed to living cells (green dots) in control. The resorption
pit analysis (Fig. 3(b)) supports the second hypothesis. The
control sample shows a significantly higher pit formation
due to the resorption of TCP by osteoclasts. In contrast, the
treatment samples show significantly lesser pit area. This can
be attributed to lesser osteoclastic activity and cellular attach-
ment on the scaffold surface. Hence, the TRAP assay, live-dead
staining, and resorption pit analysis together suggest the

This journal is © The Royal Society of Chemistry 2023
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effectiveness of Mg>" and curcumin in reducing osteoclastic
bone resorption.

Enhanced in vivo performance of the designed drug delivery
system

Assessment of the successful in vivo performance of Mg-based
implants is a significant challenge.”®*””" Previous studies
show that Mg-based implants may trigger tissue emphysema
and cause animal death after surgery.”””> This can be attri-
buted to (a) rapid degradation of the implant and (b) hydrogen
release after degradation from the implant in vivo. In our work,
we have mitigated these challenges by using MgO as a dopant
with TCP. Survival of all the animals after surgery and no
evidence of fracture or infection unequivocally establish the
successful implantation of MgO-doped 3D printed TCP scaf-
folds. The X-ray radiograph in Fig. 8(f) supports this observa-
tion. Previous works report the Mg>" ions are monitored by
kidneys, and it rarely induces any severe side effects if present
at a higher level.”®> We have measured the amount of Ca** and
Mg>" in rat urine in one previous work with MgO-SrO dual-
doped TCP."® The reported results indicate that due to a lower
amount of MgO doping, the released Mg>" in rat urine is
negligible. Whereas Ca>* has shown a higher release, probably
due to faster degradation of the scaffolds without MgO.
In summary, the obtained results have shown that long-term
(84 days) release of Ca** and Mg>" from the scaffolds do not
cause any adverse effect on animal health or scaffold quality.
New bone formation in presence of MgO is visible in the
H&E quantification images (Fig. 6(b)-(d)). The SRBS staining
results (Fig. 7(g)-(1) and 8(b)) corroborate well with the H&E
quantification results. New bone formation in presence of
curcumin and MgO is further confirmed by the quantification
after SRBS staining.***® The presence of MgO leads to
~1.4 times higher bone formation, which further increases
to ~2.3 times in presence of curcumin with MgO (Fig. 8(b)).
Enhanced early-stage new trabecular bone formation in presence
of MgO and curcumin indicates the osteogenic potential of
these drug delivery systems. This enhancement is due to the
dual effects of osteoblast increase and osteoclast decrease by
both MgO and curcumin. Previous studies report that the
presence of curcumin on the implant surface reduces fibrous
encapsulation and improves bone-implant contact.”* The
presence of MgO dopant results in new blood vessel formation
after implantation. The growth of new blood vessels results in
nutrient supply to the newly grown bone segment.”® Our
quantification results (Fig. 8) reveal that the presence of MgO
helps to significantly enhance blood vessel formation as
compared to the control. This result further strengthens the
potential of utilizing MgO-doped TCP as a bone scaffold.
However, the presence of curcumin with MgO-doped TCP does
not show any significant improvement in blood vessel genera-
tion as compared to the MgO-doped TCP. Our work corrobo-
rates well with the available reports that curcumin does not
cause a significant increase in blood vessel formation or
angiogenesis.”” It can be concluded that the fabricated scaf-
folds have angiogenic potential due to the presence of MgO.
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The role of MgO in new bone formation is further analyzed with
Movat Penta chrome staining (Fig. 8(c) and (d)).”°* The
obtained results show that the presence of MgO as a dopant
leads to significantly enhanced bone formation as compared to
the control TCP.

5. Conclusions

In summary, our work indicates that curcumin-loaded MgO-
doped 3D printed TCP shows improved in vitro and in vivo
performance. The presence of MgO and curcumin leads to
increased osteoblast viability (up to 1.4 times), inhibition in
osteoclast activity, and enhanced in vivo bone formation ability
(up to 2.5 times) after 6 weeks of implantation in rat distal
femur model. The presence of MgO significantly enhances
blood vessel formation. These scaffolds show up to ~71%
antibacterial efficacy against S. aureus and ~79% efficacy
against P. aeruginosa. In vitro chemopreventive potential assess-
ment results reveal that the presence of curcumin leads to a
significant reduction (up to ~8.5 times) of osteosarcoma
viability compared to the control. These multifunctional
curcumin-loaded 3D printed scaffolds can be utilized as a
bone graft for patient-specific and defect-specific low load-
bearing sites.
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