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A tetrathiafulvalene salt of the nitrite (NO2
�)

anion: investigations of the spin-Peierls phase†

Loı̈c Soriano,a Maylis Orio, b Olivier Pilone,a Olivier Jeannin, c

Eric Reinheimer,‡c Nicolas Quéméré,c Pascale Auban-Senzier,d

Marc Fourmigué *c and Sylvain Bertaina *a

Electrocrystallization of ortho-dimethyltetrathiafulvalene (o-DMTTF) in the presence of a nitrite (NO2
�) anion

affords a 2 : 1 phase, namely (o-DMTTF)2NO2, the first example of an isolated cation radical salt with NO2
�.

The o-DMTTF molecule organizes into strongly dimerized stacks that adopt a rare chessboard organization,

associated with a strongly 1D structure. As a consequence of dimerization, the salt exhibits a semiconducting

behavior (sRT = 5 S cm�1, Eact = 0.1 eV). The bent NO2
� anion is disordered on the inversion center but does

not exhibit any anion-ordering transition. Combined SQUID magnetometry and electron paramagnetic

resonance (EPR) experiments demonstrate the appearance of a spin-Peierls transition with TSP = 70 K. The

temperature dependence of the spin gap and associated dimerization parameter d across the spin-Peierls

transition have been determined. The low-temperature narrow EPR line observed below TSP is attributable to

intrinsic magnetic defects localized on the o-DMTTF molecules themselves. The broadening of the EPR line

at higher magnetic fields is associated with the disordered NO2
� anions surrounding these magnetic defects,

contributing to the inhomogeneity of their g factor.

10th Anniversary Statement
J. Mater. Chem. C provides a unique forum to present our progress on molecular conducting materials, establishing a bridge between organic/coordination chemistry and
solid-state physics, building on the competences of both fields to unravel the solid-state properties of radical species, with emphasis on not only electronic but also
structural characteristics and their associated phase transitions. The legitimate search for converting a material into a device (optical, magnetic or electronic) does not
hinder the journal to welcome more fundamental results, a very important point as the original chemical systems presented in J. Mater Chem. C are often sources of
inspiration to address other topics relevant to the sister journals J. Mater. Chem. A (energy and sustainability) and J. Mater. Chem. B (biology and medicine). We wish all the
best to the journal on the occasion of this 10th anniversary and thanks all members of the editorial office for their efforts and commitment.

1. Introduction

The spin-Peierls transition is a second-order phase transition
associated with crystal lattice distortion in quasi-one-dimensional

antiferromagnetic materials. Below the spin-Peierls temperature
(TSP), deformation appears and the antiferromagnetic exchange
coupling within the magnetic chain is no longer uniform ( J ) but
alternated ( J1 and J2). A temperature-dependent energy gap D(T)
then forms between the fundamental energy level and a quasi-
continuum of energy levels. By lowering the temperature, the
magnetic susceptibility tends towards zero. First predicted in
1970,1–3 this type of transition can take place upon cooling in
uniform, antiferromagnetically coupled spin chains to stabilize
the fundamental level of energy and lift its degeneracy. In 1975,
the first observation of a spin-Peierls transition was made by Bray
et al. on the [TTF][CuS4C4(CF3)4] material below TSP = 12 K.4,5 Since
then, spin-Peierls transitions have been mainly observed in organic
conductors such as tetracyanoquinodimethane (TCNQ) salts6 or
Fabre (TMTTF = tetramethyltetrathiafulvalene) salts,7 as well as
certain inorganic compounds such as CuGeO3

8 or TiOX (X = Cl
or Br).9,10 In (TMTTF)2PF6, it has been observed by the elastic
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scattering of neutrons11 at TSP = 18 K and in (TMTTF)2AsF6 at
TSP = 13 K. Based on continuous-wave EPR measurements, we
recently revealed that the spin dynamics in the low-temperature
regime in Fabre salts was dominated by defects within spin-
dimerized chains.12 Such defects polarize the antiferromagnetically
coupled spins in their vicinity, thereby leading to a finite, local
alternating magnetization around the defect site, which can be
described as a soliton, i.e., a spin-12 quasi-particle comprising many
correlated spins, pinned to the defect. Moreover, details of spin
dynamics deep in this spin-Peierls phase were investigated by pulse
ESR experiments, which revealed Rabi oscillations as signatures of
coherent spin dynamics. However, there are limits in the possibi-
lities of pulsed EPR measurements as no spin echo could be
observed. Also, (TMTTF)2X salts have low spin-Peierls transition
temperatures (10–20 K), which limits the temperature study of
relaxation and coherence times.

In this respect, a novel family of TTF derivatives, originally
reported in 1983,13 is based on a non-centrosymmetric TTF,
namely, ortho-dimethyltetrathiafulvalene, abbreviated as
o-DMTTF here. The halide salts of o-DMTTF adopt a 2 : 1
stoichiometry,14 namely, (o-DMTTF)2X (X = Cl, Br, I), with a
striking quadratic structure (space group I%42d; Fig. 1), charac-
terized with uniform o-DMTTF stacks organized in a
chessboard-like pattern, with a 901 rotation of the long mole-
cular axis in the nearest-neighbor stacks. This original structure
gives the salts a highly 1D character and a metallic behavior at
room temperature (RT).

Their temperature–pressure phase diagrams have been
established by Foury et al. up to 1.8 GPa,15 demonstrating the
appearance of a spin-Peierls transition at a much higher
temperature (TSP = 50 K) than in (TMTTF)2PF6 (TSP = 19 K),
which itself has the highest TSP value of the (TMTTF)2X series.
In these o-DMTTF halides, the spin dynamics in the low-
temperature regime is also dominated by solitons,16 and pulse
ESR experiments in the spin-Peierls phase revealed Rabi oscil-
lations as signatures of coherent spin dynamics. Further
studies17 gave access to the temperature dependence of intra-
chain coupling Jeff(T), the temperature dependence of the
dimerization parameter and the gap across the spin-Peierls

transition, and the content of spin-chain defects. We also
showed that one-half of the total number of solitons are
isolated (as singlets), whereas the other half forms pairs
(soliton dimers) with a strong magnetic coupling.

Looking for other salts with a similar structure and poten-
tially even higher SP transition temperatures, we investigated
the nitrate (NO3

�) salt, i.e., (o-DMTTF)2NO3.18 It crystallized in a
lower-symmetry monoclinic space group (P21/c), preserving the
chessboard-like pattern (Fig. 1) found in (o-DMTTF)X (X = Cl,
Br, I). The stacks are, however, now strongly dimerized, and the
NO3

� anion is disordered on the inversion center, with the
nitrogen atom at the center, and the anion rotating around
the fixed N atom. This semiconducting salt exhibits two
decoupled phase transitions, an anion ordering one at 124 K
and a spin-Peierls one at 90 K, which is an original feature
compared with TMTTF salts with non-centrosymmetric anions
such as BF4

�, ClO4
�, and ReO4

�, where both transitions are
coupled and observed at the same temperature.

To potentially avoid the disorder problems and anion-
ordering processes encountered with the NO3

� anion, we
considered the use of the smaller nitrite (NO2

�) anion. Surpris-
ingly, this anion has never been isolated in cation radical salts,
perhaps owing to its known reducing character. For example,
the electrogenerated perylene cation radical is known to instan-
taneously react with a nitrite ion in a 100% electron transfer
process, yielding perylene and dinitrogen tetroxide.19 The reac-
tion between the two latter species leads to the formation of
mononitroperylenes in excellent yields. Further, while working
on similar naphthalene nitration, the electrochemical investi-
gations of NO2

� alone in CH3CN showed that the anion
oxidizes around +0.50 V vs. SCE,20,21 while perylene oxidizes
at +0.85 V and naphthalene at +1.62 V. It follows that the cation
radicals of organic donor molecules oxidizing below +0.5 V vs.
SCE should be stable in the presence of NO2

�. Indeed, we have
found that acetonitrile solutions of tetrabutylammonium
nitrite could be used as an electrolyte to successfully perform
electrocrystallization experiments with TTF derivatives oxidiz-
ing below +0.5 V. Here, we report the structure of the 2 : 1
mixed-valence salt (o-DMTTF)2NO2, together with its transport
and magnetic properties. Inspired by the observation of soli-
tons and soliton dimers in the spin-Peierls phase of quadratic
halide salts with the same donor molecule (o-DMTTF)2X (X = Cl,
Br, I),16,17 by using EPR here, we comprehensively analyze the
characteristics of the SP phase of (o-DMTTF)2NO2, taking
advantage of the very high transition temperature found in
this salt at TSP = 70 K.

2. Experimental section
2.1 Synthesis

Here, o-DMTTF was prepared as previously described22 and
TBA nitrite was obtained from Aldrich and used as received.
The electrocrystallization of o-DMTTF (10 mg) was performed
in two-compartment cells with Pt electrodes (length: 15 mm;
diameter: 1 mm) in dry CH3CN (10 mL) containing TBA nitrite

Fig. 1 Comparative solid-state organizations of the mixed-valence stacks
in the Fabre salt (TMTTF)2Br (left) and (o-DMTTF)2Br (right).
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(100 mg) as the electrolyte, at a constant current (1 mA) and low
temperature (5 1C). The crystals were harvested after ten days
and washed with cold dry CH3CN.

2.2 Structural characterization

A crystal of (o-DMTTF)2NO2 suitable for X-ray diffraction single-
crystal experiment was selected and mounted with a cryoloop
on the goniometer head of a D8 Venture diffractometer
equipped with a (CMOS) PHOTON 100 detector, using Mo-Ka
radiation (l = 0.71073 Å; multilayer monochromator). The
structure was solved by a dual-space algorithm using the
SHELXT program,23 and then refined with full-matrix least-
squares methods based on F2 (SHELXL program).24 All the non-
hydrogen atoms were refined with anisotropic atomic displace-
ment parameters. The H atoms were finally included in their
calculated positions using the AFIX 137 procedure and treated
as riding on their parent atom with constrained thermal
parameters. Crystallographic data. C16H16NO2S8, M = 510.78,
monoclinic, a = 6.9491(6), b = 12.3251(10), c = 12.0663(9) Å,
b = 103.318(3)1, U = 1005.67(14) Å3, T = 150(2) K, space group
P21/c (no. 14), Z = 2, 15795 reflections measured, 2295 unique
(Rint = 0.0434), which were used in all the calculations. The final
wR(F2) was 0.0386 (all data).

2.3 Magnetic susceptibility measurements

The magnetic measurements were performed with a SQUID
magnetometer MPMS-XL from Quantum Design, in the tempera-
ture range from 2 to 300 K. A large number of single crystals were
harvested from several electrochemical cells to reach 37.35 mg
of (o-DMTTF)2NO2 and enclosed in a Teflon pocket. The contribu-
tion from the Teflon bag as well as the diamagnetism of
(o-DMTTF)2NO2 have been subtracted. The temperature dependence
of susceptibility has been performed under a magnetic field of 5 T.

2.4 Electron paramagnetic resonance

Electron paramagnetic resonance measurements have been per-
formed using a conventional Bruker EMX spectrometer operating in
the X band (about 9.39 GHz). A single crystal of (o-DMTTF)2NO2 was
glued on a Suprasil rod using Apiezon grease. The sample holder
was attached to an automatic goniometer and the sample was
centered in the cavity. The temperature was controlled using an
Oxford ITC and ESR900 cryostat. The low-temperature measure-
ments were performed using a cryogen-free Stinger system from
ColdEdge, allowing to reach 7 K of base temperature.

2.5 Theoretical calculations

The tight-binding bHOMO–HOMO interaction energy calculations
were based on the effective one-electron Hamiltonian of the
extended Hückel method,25 as implemented in the Caesar 1.0
chain of programs.26 The off-diagonal matrix elements of the
Hamiltonian were calculated according to the modified Wolfs-
berg–Helmholtz formula.27 All the valence electrons were expli-
citly taken into account in the calculations and the basis set
consisted of double-z Slater-type orbitals for all the atoms except
for H (simple-z Slater-type orbital) using the Roothaan–Hartree–
Fock wave functions of Clementi & Roetti.28

All the other theoretical calculations were based on density
functional theory (DFT) calculations and were performed with
the ORCA program package.29 Geometry optimization and
electronic structure calculations were undertaken using the
hybrid functional B3LYP30,31 in combination with the TZV/P
basis set for all the atoms,32 and by taking advantage of the
resolution of identity (RI) approximation in the Split-RI-J
variant33 with the appropriate Coulomb fitting sets.34 Increased
integration grids (Grid4 and GridX4 in ORCA convention) and
tight SCF convergence criteria were used in the calculations.

3. Results and discussion

The electrocrystallization of o-DMTTF was performed in CH3CN
at low temperatures (5 1C) as the salt proved to be too soluble at
higher temperatures. The isolated crystals analyze as the 2 : 1
salt, i.e., (o-DMTTF)2NO2. The preparation of this salt demon-
strates that the nitrite anion can be effectively used as an
electrolyte, at least with electron donors with a low oxidation
potential, opening the way to a variety of other radical cation
salts. Here, (o-DMTTF)2NO2 crystallizes (at 150 K) in the mono-
clinic system, space group P21/c, with the o-DMTTF molecule in
the general position, a structure very close to that of NO3

�

salt.18 A projection view along the stacking axis (Fig. 2a) shows
the general solid-state organization, with a 901 rotation of the
long molecular axis in the nearest-neighbor stacks, affording
this rare chessboard-like motif in TTF salts, already observed in
the halide and nitrate salts of o-DMTTF.14,18 The NO2

� anion
adopts the expected bent structure due to the presence of an
active lone pair on the nitrogen atom, with an O–N–O angle of
144.6(4)1—a large value compared with those reported earlier.35

This NO2
� anion is disordered on the inversion center, with

both oxygen atoms common to both orientations. A set of six
C–H� � �O hydrogen bonds can be identified involving the CH3

groups of o-DMTTF, with H� � �O distances of 2.669(3), 2.744(3),
and 2.797(5) Å (� 2), with the associated CMe–H� � �O angles at
172.6(1)1, 165.6(1)1, and 151.3(1)1 (Fig. 2b). Despite a closely
related structure, this NO2

� salt differs from the reported NO3
�

salt where anion ordering was associated with the strengthening
of such C–H� � �O hydrogen bonds. The disorder model adopted

Fig. 2 (a) Projection view along a of the unit cell of (o-DMTTF)2NO2.
(b) Details of the C–H� � �O hydrogen bonds (red dotted lines).
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here by the nitrite anion (at 150 K) lets us infer that a possible
anion ordering would not change the atomic positions of the
partially negatively charged oxygen atoms and hence would not
significantly modify this C–H� � �O hydrogen bonding pattern at
the organic/inorganic interface. An examination of the crystals
at lower temperatures to tentatively observe the signature of an
anion-ordering process was conducted on the CRYSTAL line at
SOLEIL, above (85 K) and well below (35 K) the spin-Peierls
transition (TSP = 70 K). A comparison with the structure at 150 K
showed no changes, with the same P21/c space group, as well as
the absence of any diffusion or substructure features.

The donor molecules stack along the a axis, with an alter-
nation of intermolecular overlaps within the chain (Fig. 3a): a
strong overlap of nearly eclipsed molecules and a weaker one
with the so-called bond-over-ring overlap (Fig. 3b). This analysis
is corroborated by the calculation of the bHOMO–HOMO overlap
interaction energies, with bintra = 0.71 and binter = 0.39 eV. The
degree of alternation of the stack, defined as 2(bintra � binter)/
(bintra + binter), is found at 0.58, a value comparable with that
found in NO3

� salt (0.60), but much stronger than those
reported in TMTTF salts with PF6

� (0.38) or Br� (0.11).36

Resistivity measurements (Fig. 4) performed on single crystals
show an RT conductivity of 5 S.cm�1 and, upon cooling, an
activated behavior with r = r0exp(Eact/kT) with Eact = 0.1 eV. This
indicates that electron localization takes place with a gap of charge
Dr E 2Eact E 0.2 eV, a combined effect of the strong 1D character
and electron–electron correlations associated with the strong stack
alternation.

The temperature dependence of magnetic susceptibility w(T)
(Fig. 5a) has been evaluated using ESR and SQUID measure-
ments. Here, w(T) from ESR have been extracted from the
spectra using eqn (1)

IESR ¼ A
G cos j

G2 þ H �H0ð Þ2
þ ðH �H0Þ sin j

G2 þ H �H0ð Þ2

 !
(1)

where A is the amplitude of the ESR spectrum directly propor-
tional to the magnetic susceptibility, G is the half-width at half-
maximum, H0 is the resonance field, and j is the angle of
dispersion. We use this fit procedure on our spectra for each
temperature and each crystal orientation. A series of represen-
tative EPR spectra as a function of temperature are given in the
ESI† (Fig S1)

In order to obtain quantitative ESR susceptibility, we renor-
malized it using SQUID measurement of the same compound
at T = 300 K. In Fig. 5a, the squares denote SQUID data whereas
circles denote the ESR data. A good agreement was found
between the SQUID and ESR data down to 50 K. However,
below 50 K, the susceptibilities differ significantly, and a
paramagnetic signal following Curie behavior is visible. At
lower temperatures, a concentration of impurities of 0.079%
and 0.37% was extracted from the Curie behavior assuming
S = 1

2 and g = 2 from the ESR and SQUID data, respectively.
Evidently, the quantity of impurities is clearly larger in SQUID
measurements than in ESR. This difference can be attributed to
the high selectivity of ESR measurements, which only provide
information at a specific resonance frequency on a single
crystal whereas SQUID magnetometry measures the total mag-
netic moment of a polycrystalline sample. Fig. 5b shows the
spin-chain susceptibilities wc upon the removal of Curie con-
tributions. Here, the SQUID and ESR data are identical for the
full temperature range and within the limit of experimental
error. Two behaviors are evident. From RT down to about 70 K,
the susceptibility is weakly temperature dependent and can be
described by a uniform-exchange Heisenberg spin chain. To
quantitatively describe this part of susceptibility, it is common
to use the well-known Bonner–Fisher curve.37 This method
assumes that the exchange coupling integral J is temperature
independent, which is not the case here like in most organic
spin chains. Indeed, the thermal variation in the crystallo-
graphic unit-cell parameters (Table S1, ESI†) shows that the
cell contraction essentially affects the stacking axis a and thus

Fig. 3 (a) A side view of one chain in (o-DMTTF)2NO2 (stacking axis a) with
intermolecular S� � �S contacts shown as black dotted lines. (b) The two
different overlap patterns within the stack: (left) intra-dyad and (right)
inter-dyad (see main text).

Fig. 4 Temperature dependence of the resistivity of (o-DMTTF)2NO2.
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the distance between the spins in chains, which decreases
when T decreases. In order to extract the temperature depen-
dence of J, we used a method developed by Johnston et al.38 and
successfully applied it to (o-DMTTF)2X (X = Cl, Br, I).17 The
temperature dependence of J is presented in the inset of
Fig. 5b. We have limited the temperature range of extraction
of J from 150 K to 300 K to avoid any effect of fluctuations near
the phase transition. We then extrapolate to lower tempera-
tures. Finally, we have simulated the susceptibility in the full
temperature range using the extrapolated J (red dashed line in
Fig. 5b).

Below TSP = 70 K, the gapless Heisenberg uniform spin chain
progressively enters into a non-magnetic gapped state through
the spin-Peierls transition. The determination of spin gap D is
imperative since it is related to the dimerization parameter d.
Since each spin is delocalized on an o-DMTTF dyad, this
dimerization parameter is associated with the tetramerization
of o-DMTTF stacks. However, the determination of an accurate
value of D is tricky in spin-Peierls transitions, which are second-
order transitions. D is temperature dependent close to TSP and
this dependence has to be considered. We have first estimated
D in the temperature-independent regime (for T o 0.5 TSP)39

using the Bulaevski model40 for the susceptibility of an alter-
nated spin chain:

ws Tð Þ ¼ Na
g2m2B
kBT

a dð Þ exp �DB dð ÞJ1
kBT

� �

where J1 = J(1+ d), a is the amplitude factor, and DBJ1 is the
magnetic gap. We obtained d(T=0) = 0.115 � 0.005 and
D(T=0) = 200 � 20 K. For the temperature range where the gap
is not stabilized, we had to consider the effect of temperature.
Consequently, we used the Johnston et al. method38 that
individually fits each point. The temperature dependence of
alternation parameter d(T) and magnetic gap D(T) are given in
Fig. 6.

Note that this method can be used only if the susceptibility
is not too close to zero. Therefore, for T o 30 K, no value is
provided. The results given by EPR and SQUID measurements
are comparable. For T o 40 K, the gap and dimerization factor
are temperature independent; consequently, as the tempera-
ture increases, d and D decrease but do not vanish at T = TSP

and above. This behavior is attributed to the existence of a
pseudo-gap close but above TSP, as already observed by X-ray
diffraction studies in (o-DMTTF)2Br.15

Fig. 7 shows the temperature dependence of EPR linewidth
G(T) of (o-DMTTF)2NO2. From 300 K down to TSP = 70 K, the

Fig. 5 (a) Temperature dependence of the spin susceptibility ws deduced
from ESR (circles) and SQUID (square) in (o-DMTTF)2NO2. (b) Temperature
dependence of the spin susceptibility (wc) corrected for the Curie tail of
S = 1/2 defects. The dashed lines are the theoretical values of susceptibility
using exchange constants Jeff presented in the inset and extrapolated to
lower temperatures.

Fig. 6 Temperature dependence of (a) dimerization parameter d and
(b) spin gap D for (o-DMTTF)2NO2 extracted from ESR (circle) and SQUID
(square) measurements. The green zone represents the values estimated
at T = 0 K with its error.
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linewidth decreases linearly as it is often observed in organic
1D conductors like Fabre salts (TMTTF)2X.41 On the contrary, in
(o-DMTTF)2X salts, the temperature dependence of the line-
width is completely different. G(T) increases when T decreases
for X = Cl, Br, I,15 while it decreases here for X = NO2. Moreover,
G(T=TSP) is much bigger for centrosymmetric halide anions (up to
100 G for X = I) than for the non-centrosymmetric one with
G(T=TSP) = 0.5G. In halide salts,15 the temperature dependence of
G was possibly attributed to the existence of chains rotated by
901 in the crystal cell. However, this assumption cannot stand
since with X = NO2, the crystal structure is similar but the
linewidth increases with T while it decreases for X = Cl, Br, and
I. We think that the temperature dependence of linewidth in
this high-temperature range is more related the centro-/non-
centrosymmetric nature of the counterion. However, in the
absence of a microscopic model, we cannot go further in this
analysis. Now, we analyze the temperature dependence of line-
width below TSP. For T decreasing from Tsp, the linewidth
increases to reach a local maximum at about T = 40 K and
then decreases. To explain these regimes, we calculated the
temperature dependence of linewidth in the spin-Peierls phase
using the method of moments for an odd and even number of
spins in the chain (Fig. S3 in ESI†). The model is simple and
suffers from size effects but qualitatively describes our mea-
surements. For an even number of spins (which describes the
full chain), the opening of the gap increases the linewidth but
the intensity decreases exponentially (Fig. 2b), whereas for an
odd number of spins (which corresponds to defects or end
chains), the linewidth decreases but the intensity increases
with a Curie-like behavior. We conclude that for 40 K o T o
TSP, the linewidth is ruled by the full spin chain, whereas for
T o 40 K, it describes the defects in the spin chain.

Finally, we focus on the low-temperature range (T o 30 K)
where the susceptibility shows a Curie-like behavior (Fig. 5a). In
this temperature range, the w values obtained from the ESR and
SQUID data are different. While SQUID measurements are not
selective and contain the information from both extrinsic and
intrinsic impurities, ESR—a spectroscopic technique—is very

selective. The angular variation in the g-factor at RT and 8 K
(Fig. 8) are identical, indicating that the signal at lower tem-
peratures is not associated with extrinsic defects but with the o-
DMTTF molecule in the stack.12,17,42

We used this intrinsic defect’s EPR line to probe the crystal
structure around it by performing low- and high-frequency EPR
measurements (Fig. 9). Indeed, in the presence of a homoge-
neous g factor, the linewidth should not vary with the external
field, as experimentally observed, for example, in (o-DMTTF)2X
salts (X = Cl, Br, I).43 On the other hand, in (o-DMTTF)2NO2, the
linewidth increases with frequency, indicating a pure Zeeman
broadening effect. This behavior is usually observed in disor-
dered or inhomogeneous systems. In the present case,
(o-DMTTF)2NO2 is a single crystal and no Zeeman broadening
has been observed in analogous centrosymmetric salts
(o-DMTTF)2X (X = Br, Cl, I). Thus, the origin of this broadening
can be explained by the non-centrosymmetric nature of NO2

�

counterion and its disorder in the crystal structure (Fig. 2). We
have performed DFT calculations to estimate the g factors for
many different orientations of NO2

� (Fig. S4 in ESI†). Indeed,
around the o-DMTTF-centered magnetic defects, each NO2

� has
two equivalent orientations and each defect is surrounded by
many NO2

� ions, potentially contributing to the inhomogeneity
of the g factor. This method has been used, for example, to
probe the structure of dimethylammonium magnesium for-
mate, where the DMA cation is disordered on three equivalent
positions.44,45 The number of configurations quickly becomes
large and time-consuming for DFT. We have, therefore, chosen
two extreme configurations: all NO2

� ions pointing to the
(o-DMTTF)2

+ dyads and all NO2
� ions pointing out of the

(o-DMTTF)2
+ dyads. The details of the results are presented in

the ESI† (Table S2); we found that the distribution of g factor,
based on these extreme configurations, is contained within
DgDFT = 2.5 � 10�3. Experimentally, we can extract the
distribution of g factor from the linewidth and we found
Dgexp = 1.2 � 10�3, which is in good agreement with the DFT
calculations.

Fig. 7 Temperature dependence of ESR linewidth. The color map repre-
sents the intensity of the line presented in Fig. 4a.

Fig. 8 Angular dependence of g factor of the EPR line attributed to
defects in the spin chain measured at T = 8 K (red squares) and of the
uniform spin-chain line measured at T = 300 K (green circles).
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4. Conclusions

We have demonstrated here that radical cation salts of the
nitrite anion can be stable in normal conditions and isolated as
single crystals from the electrocrystallization of a TTF derivative
with tetrabutylammonium nitrite as the electrolyte. Potentially,
all the donor molecules whose oxidation potential falls below
+0.5 V (vs. SCE) can now be considered for such experiments. In
(o-DMTTF)2NO2, the mixed-valence o-DMTTF molecules orga-
nize into strongly dimerized stacks, with the stacks adopting a
rare chessboard organization, associated with a strongly 1D
structure. The bent, non-centrosymmetric NO2

� anion is dis-
ordered on the inversion center, with the N atom on two
symmetry-related positions (with 0.5 occupancy), whereas the
two O atoms are not disordered. This peculiar disorder model
and the prevalence of short C–H� � �O hydrogen bonds at the
organic/inorganic interface explain the absence of an anion-
ordering transition in this salt, contrary to those observed in
other TTF salts with NO3

� or ClO4
� anions where the oxygens

atoms, which are the ones acting as hydrogen bond acceptors,
are disordered in the high-temperature phase whereas the N or
Cl central atom is not.18,46 In accordance with the strongly
dimerized stacks and 1D nature of the electronic structure, the
(o-DMTTF)2NO2 salt is a semiconductor with sRT = 5 S.cm�1

and Eact = 0.1 eV. Combined SQUID and EPR experiments
demonstrate the appearance of a spin-Peierls transition with
TSP = 70 K. We have quantified the temperature dependence of
the spin gap and associated dimerization parameter d across
the spin-Peierls transition and shown the existence of a pseudo-
gap above TSP. We also demonstrate that the low-temperature
signal observed below TSP is attributable to intrinsic magnetic
defects, as observed earlier in o-DMTTF halide salts, and that
the broadening of the EPR line with the magnetic field can be
associated with the disordered NO2

� anions surrounding a
magnetic defect, contributing to the inhomogeneity of the g
factor.

The next step in the investigations of the magnetic proper-
ties of this salt will involve pulsed EPR experiments to explore

the dynamics of these low-temperature magnetic defects in the
spin-Peierls phase, as reported in Fabre salts (TMTTF)2X
(X = PF6

�, AsF6
�)12 and more recently in o-DMTTF halide

salts.17 In the latter, it was indeed shown that in the vicinity
of such strongly correlated defects, the spins are antiferromag-
netically polarized, forming a magnetic soliton: a spin-1

2 quasi-
particle comprising many correlated spins, pinned to the
defect. Such studies are simplified here because of the high
spin-Peierls transition temperature (70 K) of (o-DMTTF)2NO2

compared with Fabre salts (10–20 K). The outcome of these
pulsed EPR experiments will be reported in future studies.
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M. Fourmigué, M. Orio and S. Bertaina, Phys. Rev. B, 2022,
105, 064434.

18 O. Jeannin, E. W. Reinheimer, P. Foury-Leylekian,
J.-P. Pouget, P. Auban-Senzier, E. Trzop, E. Collet and
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