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Fluorine-containing materials have enriched the field of molecular and cellular MRI with unambiguous
and quantitative detection capabilities. The background-free "hot-spot” display and the large range of
chemical shifts of the broad palette of °F-formulations are now used for a variety of applications. The
common features of these formulations are: (i) they are based on organic molecular backbones
(ie., organofluorines); and (i) their °F-MRI detectability relies on a well-defined and clearly observed
19F-MR signal. During the last few years, our lab aimed to expand the °F-MR toolbox with new

Received 7th February 2023, capabilities that were, thus far, not used in molecular and cellular ¥F-MRI. This Feature Article
Accepted 4th April 2023 summarizes our developments and implementations in the field of °F-MRI emphasizing (i) the
DOI: 10.1039/d3cc00562¢ introduction of ultrasmall inorganic fluoride-based nanocrystals (nanofluorides) as nano-sized (<10 nm)
agents for °F-MRI, and (i) the use of Chemical Exchange Saturation Transfer (CEST) in the °F-MRI
rsc.li/chemcomm framework to indirectly amplify 1°F-MR signals of otherwise-undetected fluorinated entities.
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Introduction

From the early days of magnetic resonance imaging (MRI),
fluorine-19-containing materials have attracted much interest
due to their favorable MR properties, which has led to the
revolution of the field of '’F-MRI, featuring several advantages
over "H-MRL" The very similar sensitivity of '°F-MR (ca. 83%) to
that of "H-MR, the need for only minimal hardware adjust-
ments, and the negligible amounts of "’F-content in soft tissues
all make fluorinated compounds very attractive for molecular
and cellular MRI applications. The unambiguous and quanti-
tative detection capabilities of '°F-rich materials provide
9F-MRI with “background-free” readouts that are frequently
presented as “hot spots” over high-resolution 'H-MRI maps
that represent anatomical views of the same studied subject. In
addition, the very wide range of '>F-NMR chemical shifts,
which span over 350 ppm, enables the mapping of multiple
fluorinated probes simultaneously and the display of these
probes as artificial MRI “colors” for multi-target imaging
purposes.

Throughout the years, with the development of the field of
molecular and cellular MR imaging, and, in parallel to the
extensive progress in the design and implementation of both
paramagnetic and super-paramagnetic agents for a wide range
of applications, "°F-agents became appealing. In that regard,
numerous types of '°F-probes were developed, including small
molecules,”® metal complexes,”> and macromolecules and
polymers.®*” Widely used and clinically applied perfluoro-
carbons (PFCs)® with a high fluorine-19 content have revolutio-
nized '’F-MR research, leading to broad applications in cellular
imaging.®™"” In addition to the F-MR signal, several probes
offer targetability toward specific molecular signatures of
pathological tissues, such as entities displayed on the surface
of cancer cells or acidic pH and the altered redox environment
in tumors,'®° enabling precise diagnosis, and therefore, accu-
rate therapy of diseases.”"** Activatable 'F-MRI probes that
respond to various types of stimuli were designed. For example,

Table 1 Summary of the discussed techniques
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activable probes to sense metal ions,”® e.g. Zn**** cu®' >
Mn”>"?® and enzymes,>*” or to detect alterations in the local
environment, such as redox,”**?° pH,**** and temperature,**>*
via changes in the ’F-MR signal. Due to their signal specificity,
stimuli-triggered probes have a wide range of applications and are
particularly useful for quantifying parameters that influence their
response.

The growth of fluorinated molecular probes and their appli-
cations in '’F-MRI continues and many of the developments
are beyond the scope of this Feature Article and can be found
in other reviews.*>° Interestingly, although there are diverse
types of probes, the vast majority (if not all) of the used
19F-probes developed and used are based on organofluorines
with a centered carbon-fluorine bond, with no demonstration
of the inorganic fluoride-based formulations used for *F-MRI.
In addition, the MRI signals of these organofluorine formula-
tions rely on the ability to directly detect their well-defined
9F-MR readout at a specific resonance frequency. This prevents
19F-MRI from being used to study very low concentrations of
biological targets—those which can be found at levels that
cannot be detected just by applying a stronger magnetic field
or increasing the signal averaging. In the last several years, we
aimed to expand the '’F-MRI toolbox with tools that were
not accessible at the time. This includes the introduction of
inorganic fluoride-based nanocrystals (namely nanofluorides)
and the ability to detect very low levels of targets with '°F-MRI
(through the implementation of the chemical exchange satura-
tion transfer—the CEST strategy—into the '°F-MRI framework)
as summarized in Table 1.

This Feature Article summarizes our recent contributions in
the field of '"F-MRI, emphasizing the aim to expand the
currently available '’F-MRI toolbox with capabilities that were
thus far applicable for molecular probes developed for 'H-MRI.
We describe the array of '°F formulations developed in our lab,
such as ultrasmall inorganic nanofluorides, fluorinated ligands,
and host-guest supramolecular pairs. We also discuss how the
principles of the CEST methodology can be implemented for

Detection
principle  Applications Merits Limitations Ref.
Nanofluorides '’F-UTE  Mapping inflammation Very small '’F-nanoformulations Very short T, 44, 51-53
Mapping neuroinflammation Established nanocrystals chemistry =~ Broad linewidths
“Multicolor” MRI Straightforward surface modification
Wide range of chemical shifts
iCEST ®F-CEST Mapping metal ions Using '°F-ligands with very Detecting "’F-MR signal 73-76
low ion affinity reduction
Detection of low ion concentrations  (saturation transfer)
(1M range)
Highly specific (frequency specificity)
GEST F-CEST “Multicolor” MRI Amplifying '°F-MR signals of targets Detecting '’F-MR signal 77-79, 83, 84

(uM range)
Mapping low
concentrations
of targets (uM level)

Using anesthetics as '’F-MR agents

reduction (saturation transfer)
Requires the delivery of both
the host and the guest entities
to the region of interest

Wide range of chemical shifts

(paraGEST)
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F-MRI studies by exemplifying this with different molecular
architectures.

Nanofluorides for *°F-MRI

Inorganic nanocrystals (NCs) have been extensively studied
in biomedical research for decades. Their well-defined and
adjustable properties (size, colloidal stability, etc.),">*" con-
trolled inorganic content composition,*” and their surface
modifiability*® are just a few examples of the attractiveness of
inorganic NCs for diverse needs. Despite their obvious advan-
tages and the ability to load a large fluoride content into their
cores, inorganic NCs were not used in '’F-MRI studies until
very recently. More surprisingly, and probably due to the
restricted mobility of the elements (i.e., fluoride content) in
their crystalline core, such NCs were not studied with liquid-
state high-resolution '*F-NMR.

In 2018, our group synthesized water-soluble and MR-
trackable nanofluorides (NFs) for the first time.** Due to their
very small size (~5 nm, Fig. 1a and b), the homonuclear
dipolar interactions expected in solids, and thus in NFs, were
found to be averaged out, allowing their detection by liquid-
state "’F-NMR. The first type of NFs, ie., citrate-coated CaF,
NFs, show a single and stable '’F-NMR peak while being
dispersed in water (Fig. 1d). This singlet "’F-NMR peak is
expected for materials with a magnetically equivalent *°F con-
tent. Indeed, the X-ray diffraction (XRD) pattern of CaF, NFs
features a typical cubic-phase, fluorite-type, face-centered cubic
(fce) structure, as reflected by the first coordination sphere
scheme (Fig. 1c). Thus, all fluorides in CaF, NFs have an
identical position in a cell unit, which is manifested by a
singlet ""F-NMR peak. Note here that other NF formulations,
LaF; NFs, for example, even synthesized as very small NCs and
dispersed in solutions, did not give rise to a singlet and sharp
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F-NMR peak as their fluoride content is distributed between
different, not-magnetically equivalent positions in their crystal.

For subsequent biological applications, CaF, NFs were
coated with polyethylene glycol (PEG) to improve their biocom-
patibility and enhance their retention time in vivo. To demon-
strate that their "’F-MR signal is preserved in a complex system
and to examine their "’F-MRI signal in vivo, PEG-coated CaF,
NFs were injected into the inflamed footpads of mice. As shown
in Fig. le, a clear ""F-MR signal could be detected at the
injection site, as well as in the region of draining lymph nodes
one hour after injection, away from the location at which the
NFs were introduced. Such an observation is in good agreement
with the accumulation of imaging NCs of similar size"® in the
lymph nodes after their uptake by macrophages. These results
proved that our proposed NFs are suitable nanoformulations
for in vivo F-MR visualization of biological events, such as
inflammation.

Nanofluorides with enhanced relaxation properties

Increasing the sensitivity of "’F-MRI is of paramount interest,
as the concentrations of '°F-entities at a given voxel of an MR
image are limited. Several strategies have been developed
toward this goal, such as: (i) increasing the number of '°F
atoms for a given imaging agent by synthesizing highly-
fluorinated agents when possible;**® (ii) shortening the T,
relaxation of the fluorine-19 content to allow an increased
number of signal averages at a given scan time;"’*® or
(iii) the use of special techniques, such as hyperpolarized
F-MRL.*® The use of highly dense materials, such as NFs
(3.18 ¢ mL™" for CaF,),** results in the maximization of the
19F-spins/volume possible and exceeds that obtained by orga-
nofluorines. Nevertheless, the relatively long T; of the fluoride
content in NF, which is generally 10-15 s for NCs at the
5-10 nm size, limits the use of signal averaging to increase

Overlay

YF-UTE-MRI

Fig. 1 °F-NMR and '°F-MRI of water-soluble CaF, NFs. (a) TEM images and (b) size distribution measured by DLS. (c) XRD pattern with a schematic of
the Ca* first coordination sphere. (d) High-resolution *°F-NMR in water. (e) In vivo imaging of PEGylated CaF, showing anatomical *H-MRI for two
representative mice (left) and matched *°F-MRI (middle) shown as pseudo-color maps overlaid on *H-MRI (right). Modified with permission from ref. 44.
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the signal-to-noise ratio (SNR) of the '*F-MRI data, as this may
require unreasonably long experiment times.

Paramagnetic relaxation enhancement (PRE)

Indeed, the applicability of NFs for dynamic studies is
restricted due to their relatively long relaxation times (> 10 s),
which require long scan times to obtain robust '’F-MRI data.
One possible solution to this obstacle could be the introduction
of paramagnetic relaxation enhancement (PRE), in which para-
magnetic elements are incorporated into the crystal of NFs
(Fig. 2a). The unpaired electrons of paramagnetic metal ions,
for example, induce a PRE effect to the neighboring nuclear
spins, such as those of fluorides in NFs, which results in
shorter relaxation times (both Ty and T,). In this regard, as
shortening of T is desirable, drastic shortening of the T, of the
neighboring fluorides may result in “blind spheres’”®® and
the elimination of '"F-NMR signals. Therefore, both the type
of the introduced paramagnetic element and its amount should
be carefully considered when preparing paramagnetic NFs with
a short T;. For example, we have shown that doping CaF, NFs
with different paramagnetic elements (ie., Sm**, Ce®*, and
Gd*") leads to a "’F-NMR line-broadening that is dependent
on the PRE capabilities of the dopant, with the most severe
effect obtained, as expected, for Gd** (Fig. 2b). When Sm** ions
(the lanthanide ion with lower PRE capabilities) were intro-
duced to the crystal of CaF, NFs to obtain Sm:CaF,, a 200-fold
shortening of the T; of the fluorides was obtained (Fig. 2c).>!
The resultant ultrashort T, relaxation time of 70 ms led to an

Ca*
OFr
© Ln*(Ln = La, Sm, Ce, Gd)
VWV Oleic acid

Ce:CaF, Gd:CaF,

/\ /\ 4
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)

Fig. 2 Paramagnetically doped nanofluorides. (a) Schematic representa-
tion of the synthetic route for CaF, coated with oleic acid (OA) and doped
with a lanthanide (Ln®*). (b) °F-NMR spectra of OA-Ln:CaF, NCs with
different Ln®>* dopants. All 1°F-NMR peaks resonate at 6 = —109 ppm. (c) T;
values of Sm:CaF,, La:CaF,, and CaF, NCs. (d) **F-MRI of phantoms
composed of La:CaF,, Sm:CaF,, and CaF, (70 mM of °F per sample)
dispersed in water. (e) °F-MRI signal-to-noise ratios (SNRs) of the studied
solutions shown in (d). Modified with permission from ref. 51.

This journal is © The Royal Society of Chemistry 2023
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eight-fold enhancement of the 'F-MR signal at a given scan
time when compared to that obtained with undoped CaF, or
those NFs doped with a diamagnetic lanthanide, La*" (Fig. 2d
and e).

Nanocrystalline defects relaxation enhancement (NDRE)

PRE effects induced by paramagnetic elements, although very
efficient and widely used, have raised concerns about lanthanide
biocompatibility and the difficulty of precise quantification of
9F-MR signals due to line-broadening and “blind-spheres”
induction. Inspired by the ability to control the pathway
through which CaF, NFs are formed and identifying the linkage
between different growth pathways and the crystal structure of
CaF, formulations,>® we proposed an alternative to PRE. This
approach is based on the synthetic induction of crystallo-
graphic defects in NFs using phosphate-headed capping
ligands that replaced the carboxylate-headed ligands used in
previous studies. To shorten the 7; of the fluorides in CaF,
without the aid of paramagnetic elements, NFs were synthe-
sized with oleyl phosphate (OP) as the capping ligand rather
than with oleic acid (OA) to obtain either OP-CaF, or OA-CaF,,
respectively. High-resolution TEM of the two types of NFs
(Fig. 3a and b) revealed a pronounced difference in the crystal
architecture of NFs, with OA-CaF, exhibiting a well-ordered,
highly crystalline lattice, while OP-CaF, crystals showed crystal
defects at the type of grain boundaries (Fig. 3a). Importantly,

HO,
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(Oleic-Acid)

0 T
PL-OA-CaF, PL-OP-CaF,

Fig. 3 NDRE enhancement of the °F-MRI signal. Chemical structures
and the corresponding HR-TEM images (scale bar 10 nm, in inset 5 nm)
of (a) OA-CaF, and (b) OP-CaF, NCs. (c) T; relaxation times of OA- and
OP-modified CaF,. (d) In vivo °F-MRI of injected crystalline OA-CaF,
(left leg, blue arrow) and defective OP-CaF, NCs (right leg, pink arrow).
19F-MRI shown as a pseudo-color map overlaid on the anatomical *H-MR
image of a live mouse. Modified with permission from ref. 53.
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both types of NCs exhibited similar "’F-NMR spectra with
identical chemical shifts (—109 ppm) and comparable line
widths. Interestingly, the T; value of the fluorides in OP-CaF,
was found to be 10 times shorter (1 s) compared to that of the
fluorides in OA-CaF, (11 s, Fig. 3c). This difference allows a
dramatic shortening of the repetition time (TR) of '°F-MRI
acquisitions, essentially leading to an increase in the number
of signal averages for a given scan time. The resultant four-fold
improvement in the SNR of "°F-MRI data demonstrated that the
introduced crystallographic defects make the obtained NFs
sensitive paramagnetic-free nanoprobes for *’F-MR detection,
even in vivo (Fig. 3d). This finding, which we termed nano-
crystalline-defect relaxation enhancement (NDRE),** should be
further explored to study other types of defects in NCs,>*
beyond the so-called grain boundaries obtained for OP-CaF,.

Targeted nanofluorides

In addition to improving the relaxation and imaging properties
of NFs, we have engineered their surface to grant them new
properties and thus make them suitable for a wider range of
biological functions. For example, we fabricated nanofluorides
with a phospholipid coating to obtain a tunable platform for
noninvasive MRI mapping of specific biological events. As a
demonstration, we designed immune-cell-targeted NFs, which
display sugar-functionalized phospholipids for enhanced
recognition and receptors.’>>® For this purpose, we modified
the surface of paramagnetic Sm:CaF, NFs with lactose entities
to obtain paramagnetic glyconanofluorides, and applied them
to visualize neuroinflammatory activity in the central nervous
system (CNS) following ischemic stroke.>® The synthetic glyco-
nanofluorides were preferentially taken up by activated immune
cells when compared to non-modified nanofluorides (Fig. 4a
and b) and accumulated in a stroke region that corresponded to
the presence of immune cells, as shown by the "F-MR signal
(Fig. 4d-f). Our demonstration of enhanced immune targetability
in a clinically relevant model of neuropathology opens new routes
for other biological targets and applications of nanofluorides in
medicine.

Multiplexed visualization of nanocrystals

The heterogeneity of molecular signatures in pathological dis-
eases mandates a method capable of identifying spatial and
temporal fingerprints of these processes simultaneously.
"F-MRI is an attractive technique for this, as two or more
fluorine-containing probes can be imaged at the same time
using the same approach and device. If the different probes
contain a '’F-entity that is surrounded by different chemical
environments, they will be manifested by different '’F-NMR
chemical shifts, and thus, be monitored simultaneously, allow-
ing for multiplexed analysis and a multicolor display.'**”"*® To
demonstrate the multiplex imaging capabilities of NFs, two
different formulations, consisting of different cations (CaF, vs.
SrF,) were examined. Specifically, the NFs consisting of
CaF, cores and those consisting of SrF, cores showed charac-
teristic '°F-NMR peaks resonating at —109 ppm and —88 ppm,
respectively.
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Fig. 4 Immunotargeting of glyconanofluorides in vivo. (a) Schematic
illustration of the in vivo experimental setup used for the injection of both
PL-Sm:CaF, (nanofluorides, i.e., PL) or LPL-Sm:CaF, (glyconanofluorides,
i.e., LPL) NCs into inflamed mice footpads (20 uL of 25 mg mL™* NCs).
(b) Representative dot blots of FACS analysis of cells excised from lymph
nodes 2 h post-injection of LPL-Sm:CaF, or PL-Sm:CaF, NCs. (c) Quanti-
tative analysis of the FACS data (rhodamine) obtained from five different
mice (N = 5, Student's t-test, * represents a p value <0.05). (d) /In vivo
19F-MRI and (e) *H/*°F-MRI overlay of a representative mouse 14 days after
stroke induction. (f) Localized **F-NMR spectrum acquired from the area
of the ischemic lesion (marked by a dashed-lined box). Modified with
permission from ref. 51.

To demonstrate the multiplex imaging capabilities, the CaF,
formulation was decorated with lactose-modified phospholi-
pids (LPL-Sm:CaF,) to obtain glyconanofluorides for immune
cell targetability (as shown in Fig. 4). In contrast, SrF, formu-
lations were decorated with unmodified phospholipids
(PL-Sm:SrF,) and used as control formulations that were not
recognized by activated immune cells. Targeted and non-
targeted NFs were injected as a mixture into a mouse footpad
following inflammation induction (Fig. 5a-c). After the injec-
tion, the targeted glyconanofluorides (LPL-Sm:CaF,, shown as
the light blue '"F-MRI signal in Fig. 5d-f) were found at
significantly higher levels in the closer lymph node (LN). The
two-fold higher 'F-MRI signal of the targeted LPL-Sm:CaF,
demonstrates the ability to spatially map the targetability
of nanofluorides and present them in an artificial color
MRI display. Importantly, the targeting moiety can be easily
replaced to monitor additional biological events of interest in
the future.

F_MR CEST

Developed in the 1960s,>® the chemical exchange saturation
transfer (CEST) NMR approach was “rediscovered” in the early
2000s when proposed as a contrast mechanism for MRI.®°

This journal is © The Royal Society of Chemistry 2023
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Fig. 5 Multiplexed visualization of immunotargeting by nanofluorides. (a) Schematic representation of nonglycosylated PL-Sm:SrF, and glycosylated
LPL-Sm:CaF, NFs injected as a mixture to the inflamed footpad of a mouse. (b) *H-MRI of the inflamed footpad; the white arrow indicates the inflamed
LN, and the yellow arrow represents the injection site. (c) In vivo °F-NMR spectrum acquired from the whole volume of the RF coil averaging all of the
19F_NMR signals of the administered material (total injected PL-Sm:SrF, and LPL-Sm:CaF»). (d) *°F-MRI acquired with the center of frequency offset set at
either —88 ppm (left, yellow) or —109 ppm (right, light blue). (e) Representative *H/*°F-MRI showing the higher accumulation of LPL-Sm:CaF, NCs in the
LN. (f) Dot graph presenting the °F-MRI signal of either PL-Sm:SrF, or LPL-Sm:CaF, in the LN ROI (N = 4, Student's t-test, * represents a p value <0.05).

Modified with permission from ref. 51.

Currently, diamagnetic CEST (diaCEST) agents are frequently
used in molecular and cellular MR imaging and cover a wide
range of applications.®'"®® In CEST-MRI, a contrast is generated
by the transfer of (saturated) magnetization from an exchange-
able proton (of a solute, or a contrast agent) to that of water
protons. Capitalizing on relatively fast exchange rates between
exchangeable protons of the solute with water, even low-
concentrated CEST agents (~mM concentration) can be
detected via changes in surrounding water magnetization
(~110 M of 'H). The proton transfer ratio (PTR), which is
manifested by magnetization transfer asymmetry (MTRqsym) OF
the CEST contrast can be simplified through eqn (1):%¢

PTR = Xg -0k Troo(1 — €% Tyyy), (1)

where o is the saturation efficiency, kg, is the exchange rate
(frequently termed key), Tiw is the T; of water, t,, is the
saturation time, and x, is the ratio between the concentration
of the exchangeable and the water protons as shown in eqn (2):

[exchangable proton)]

Xy = : (2)

[water proton]

Therefore, PTR, or the CEST effect, is enhanced, among other
parameters (e.g:, kex and T;) with an increase in the molar ratio
Xs. This means that, with a given high and fixed concentration
of water protons (110 M), CEST cannot be used for the detection
of extremely low concentrations of targets that are frequently
relevant to biological systems. Although this limitation may be
overcome, to some extent, using CEST agents that experience
very fast ke, as in some lanthanide complexes,®”®® other
strategies should be further proposed to benefit from this
attractive and diverse contrast mechanism. With the goal to
extend CEST MRI to detect a biological target that would be

This journal is © The Royal Society of Chemistry 2023

expected at puM concentrations, we proposed the '°F-CEST
approach. In 'F-CEST, the x, ratio shown in eqn (1) represents
the molar ratio between two exchanging pools of fluorine-19-
containing materials. By reducing the concentrations of the
bulk fluorinated agent (analogously to H,O in 'H-CEST) to a
19F-MRI detectable concentration (~mM), much lower concen-
trations (uM) of the exchanging pool of the 'F-element can be
detected.

The establishment of **F-CEST opened a new avenue for the
design of MRI sensors, since it exploits the benefits of both
methodologies, ie., (i) the amplification effect of the CEST
mechanism, and, because of the use of heteronuclear spins;
(ii) the large Aw (several hundreds of ppm for non-proton
spins); (iii) the high sensitivity of the obtained Aw to the local
environment; and (iv) the lack of the background signal.

Metal-ion sensing using '°F-CEST

In recent years, MRI has emerged as a method capable of
mapping metal ions, with a distinct advantage over fluorescent-
based methods in that it is able to provide spatial localization of
the ions of interest in deep tissues. Paramagnetic “smart contrast
agents” were designed to sense a range of metal ions with
biological importance, with some exciting demonstrations for
in vivo mapping of dynamic changes in the levels of labile
Zn>**>7° and Ca*" 7" after pathological or physiological stimuli.
We had extended the arsenal of such MRI smart agents with those
that are based on fluorinated ligands capable of reversibly binding
metal ions to generate 'F-CEST contrast (or ion CEST, iCEST).”?

With the proposal of iCEST,”” we first showed that a
combination of "F-MRI and CEST can be used to spatially
monitor Ca*>" ions with high specificity, capitalizing on the
dynamic exchange between the ion-bound and -free *°F-ligand,
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Fig. 6 The iCEST approach. (a) The dynamic exchange process between free 5F-BAPTA and M?*-bound [M?*-5F-BAPTAI. (b) *°F NMR spectra of 5F-
BAPTA in the presence of Mg2*, Zn?*, or Ca%*. (c—e) Shown are *°F-iCEST Z-spectra of solutions containing 10 mM 5F-BAPTA and 50 pM M2*_ (f) *H-MRI,
19F-MRI, and iCEST (Aw = 6.2) of M?* solutions. Reproduced with permission from ref. 73.

and the shift in the Aw value of 'F in '’F-NMR upon ion
binding (Fig. 6). Specifically, upon binding of the fluorinated
ligand 1,2-bis(0-aminophenoxy)ethane-N,N,N’,N'-tetraacetic
acid (5F-BAPTA) to Ca®", a Aw value of 6.2 ppm between the
chemical shifts of free 5F-BAPTA and of the complex Ca*'-5F-
BAPTA was obtained in the ?F-NMR spectrum. Since these two
states of 5F-BAPTA are in a dynamic exchange, the "F-NMR
signal of the Ca**-5F-BAPTA complex can be transferred to that
of free 5F-BAPTA through saturation transfer, and thus, indir-
ectly detect low Ca®>" concentrations. Importantly, competitive
ions, such as Mg>* or Zn**, which either do not bind (Mg?*) or
bind very strongly (Zn**) to 5F-BAPTA (Fig. 6b), cannot be
detected with iCEST, making this approach highly specific
(Fig. 6¢c—f). Using the tetrafluorinated derivative of the BAPTA
(TF-BAPTA) chelate, a '°F-probe for iCEST with enhanced
specificity for Zn*>* and Fe** ions was obtained.”*

Using TF-BAPTA as an iCEST MRI sensor for Zn>", an MRI-
based strategy was developed for the detection of prostate
cancer.”” In that study, the authors showed that iCEST MRI is
able to differentiate between normal and malignant prostate
cells with a several-fold difference in the iCEST effect following

Zn* —
a (CIH b
7\""‘\/ }7\\ = ’ L Zn,}" Cu?
g S = LO S
1 ¢ COZA
Fe?*
_ 0.8 M
g 0.6 Ca?*
~ 04 Mg?
0.2 K1
o0 | i i ] i i ' , Na*
8 6 4 2 0 -2 4 -6 -8 0 50% 100%

Ao (ppm) 19F-iCEST effect

Fig. 7 *°F-

glucose-stimulated zinc secretion both in vitro and in vivo. The
iCEST effect of TF-BAPTA decreased dramatically following the
transition of normal prostate epithelial cells to cancer cells,
showing the potential of this approach for the early diagnosis of
prostate cancer in the future, before the appearance of com-
monly detected physiological and morphological changes.
However, this demonstration of the tight binding of Zn>" to
TF-BAPTA (K4 in the nM range) may deviate from the basal
cationic levels at high concentrations of the ligand, which are
required for *’F-MRI. In addition, the relatively slow ion-chelate
dissociation rate (kg = kex ~ 20 s~ ') leads to a low iCEST
contrast. To overcome these limitations, we rationalized a new
fluorinated ligand for iCEST studies of labile Zn>*", as shown
in Fig. 7a. This 'F-probe aimed to loosen the binding of
Zn*" through the elongation of the distance between the two
pyridine rings of the binding entity to obtain a very weak ion-
chelate affinity (Kg = 5.5 + 0.5 x 107 % M) and a very fast
dissociation rate (ko = 845 + 35 s ').”® Benefitting from
the fast ko for MRI signal amplification (through the CEST
principles), we were able to detect a wide range of cation
concentrations (0.5-50 puM) using a single imaging probe.

19F-MRI 19F-MRI

'H-MRI  (Aw=-3.2ppm)(Aw=+3.2ppm) '°F-iCEST

iCEST for mapping labile Zn?* pools. (a) The molecular structure of the ultimate °F-iCEST probe designed for mapping labile Zn?* and the

obtained *F-iCEST effect (Aw = 3.2 ppm) of 3 MM probe and 30 uM Zn®*. (b) *°F-iCEST effect (Aw = 3.2 ppm) of 3 mM probe and 30 pM s-block (Na*, K*,
Mg?*, Ca?") and d-block (Mn?*, Fe2*, Co?*, Ni2*, Cu2*, Zn?*) metal ions obtained at 37 °C using a 9.4 T NMR spectrometer. (c) In vivo *°F-iCEST maps of
labile Zn** pools in the mouse brain. The results are shown for two regions of the brain: CA3 in the hippocampus (zinc-rich ROI, upper row) or the
thalamus (TH, zinc-poor ROI, lower row). From left to right are the schematic illustrations of the setup used to deliver a zinc-responsive probe to either
CA3 or TH, *H-MRI, °F-MRI obtained with saturation pulse applied “off-resonance” (Aw = —3.2 ppm), °F-MRI obtained with saturation pulse applied “on
resonance” (Aw = +3.2 ppm), the °F-iCEST map (Zn?* map) obtained from subtracting °F-MRI $+32 PP from °F-MRI $732 PP™ overlaid on the *H-MRI.
Modified with permission from ref. 76.
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Relying on the chemical-shift specificity of NMR (Aw =
+3.2 ppm), we demonstrated the frequency-specificity of the
approach to exclusively map Zn>*, compared to competitive
cations (Fig. 7b).

This ultimate '*F-iCEST probe was used for in vivo mapping
of labile Zn** pools. For this purpose, two different regions of
the brain, which are known for their different endogenous
labile Zn** levels, were targeted. The CA3 region of the hippo-
campus was chosen as a region of interest (ROI) that is rich
with labile Zn>*, and the thalamus (TH) as an ROI with very low
levels of labile Zn”". The '°F-iCEST maps were derived following
the delivery of the probe to the ROI and showed a significant
9F-iCEST effect only in the CA3 region (Fig. 7c). When the very
same probe was delivered at the same concentrations to a
region that was not expected to have high levels of labile Zn**
(TH), no '°F-iCEST was observed. This approach should be
further extended for the monitoring of dynamic changes in
Zn** levels upon chemical or physiological stimulation to
underline the role of this ion in appropriate brain function
and brain-related diseases. Nevertheless, the fast washout of
9F-iCEST from the imaging region and the need for its con-
tinuous infusion throughout the imaging session mandates
additional development. One solution could be the use of
smart imaging agents that self-assemble into large architec-
tures under physiological conditions.*® Using this strategy, we
demonstrated a prolonged '’F-MRI signal of an injectable
probe even 20 hours after its delivery without the need for
continuous infusion. These principles can be generalized and
implemented for other types of imaging agents, which require
prolonged imaging times or cannot tolerate fast washout rates.

19F-guest exchange saturation transfer (*°F-GEST)

Capitalizing on the dynamic interactions in host-guest supra-
molecular assemblies and adopting the CEST principles, we
proposed a novel approach termed GEST (guest exchange
saturation transfer), which offers new possibilities for '°F-MRI.
In 'F-GEST MRI, two pools of exchangeable fluorinated enti-
ties, A (free guest) and B (guest@host), experience different
chemical shifts in the NMR spectrum (Fig. 8a). Similar to any
CEST experiment, a pre-saturation pulse is applied at the
frequency offset of pool B (set at a very low concentration,
Fig. 8b), followed by a saturation transfer to reduce the '°F-MRI
signal of pool A (set at a relatively high and '°F-MRI-detectable
concentration, Fig. 8b). If the exchange process between A and
B is fast enough, a significant change in the intensity of the *°F-
MRI signal of the fluorinated agent represented by pool A is
detected, allowing the detection, indirectly, of very low concen-
trations of a bound guest represented as pool B.””””°

As mentioned above, the frequency encodability of *F-MRI
agents had been used for the development of artificial MRI
colors for multiplexed mapping of biological targets, mimick-
ing the capabilities of multicolor luminescent probes.'?””:%
Although they have a relatively large chemical shift range,
which can span over 200 ppm, and can be further expanded
using paramagnetic shift elements,*""** the need for their direct
visualization in 'F-MRI prevents their use for multiplexed

This journal is © The Royal Society of Chemistry 2023
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Fig. 8 Schematic illustration of GEST NMR principles. (a) A system con-
taining a much higher concentration of the free guest (pool A) than that of
the bound guest (guest@host complex, pool B) is studied. (b) A frequency-
selective pre-saturation RF pulse is introduced prior to the excitation pulse
in a 1D-NMR experiment. While the pre-saturation RF pulse (c, saturation)
is applied at the frequency offset of the guest@host, a reduction in the
signal of the free guest, ASI, is detected (d, detection). (e) The NMR signal
intensity of the free guest (pool A) is plotted as a function of the frequency
offset of the applied pre-saturation RF pulse, to obtain the z-spectrum (or
CEST spectrum). (f) The MTR,sm plot calculated from the z-spectrum in
(e). Reproduced with permission from ref. 79.

mapping of multiple targets at very low levels. In this regard,
19F-GEST MRI may offer an alternative. Capitalizing on differ-
ent chemical shifts of the complexed '°F-guest (pool B) as a
result of the properties of the molecular host, the GEST
approach can be used for multi-target imaging with '’F-MRI.
This can be applied with diamagnetic molecular hosts based on
the natural difference of their inner cavity properties® or with
paramagnetic hosts, which are designed to induce a pseudo
contact shift (PCS) to an exchanging '°F-guest, in the same
manner used by paramagnetic CEST agents.**

Diamagnetic °F-GEST

One major challenge in implementing GEST for '’F-MRI stu-
dies is the need to deliver both the host and the '°F-guest to the
imaging region. To overcome this limitation, we took advantage
of the natural properties of commonly used fluorinated
anesthetics to be distributed in the brain through inhalation,
thus providing a homogenous distribution of the '°F-guest in
the tissues.®

One specific fluorinated anesthetic, namely fluroxene
(Fig. 9a), led to a pronounced "’F-GEST contrast in the presence
of two different molecular hosts, i.e., cucurbit[7]uril (H,) and
octa-acid (H,) with two opposite Aw values, either downfield
(Aw = +1.6 ppm, represented as magenta in the GEST map), or
upfield (Aw = —2.2 ppm, represented as the green color of
the GEST contrast) relative to the chemical shift of unbound
fluroxene (Fig. 9b-e). Examining the '"F-GEST effect in a
localized spectroscopy manner showed the same observation
(Fig. 9f and g). Here, two '°F-NMR spectra were acquired
followed by the subtraction of the "’F-NMR spectrum obtained
using the “on-resonance” pre-saturation pulse from that obtained
when the pre-saturation pulse was applied “off-resonance.”
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Fig. 9 Diamagnetic GEST: (a) the chemical structure of the fluorinated
anesthetic fluroxene used as an inhalable *°F-guest. (b) *°F-GEST z-
spectrum obtained from an aqueous solution containing a mixture of
cucurbit[7]uril (H2) and dimeric octa acid (H7). The sample contained 5 mM
fluroxene and 10 pM of each host. (c) tH-MRI, (d) 1°F-MRI, and (e) 1°F-GEST
map of a three-tube phantom containing 5 mM fluroxene and 5 pM of
either cucurbit[7]uril (H2) or octa acid (H7). A tube with 5 mM fluroxene
only was used as a control. (f and g) Localized *°F-GEST spectroscopy data
of two voxels acquired from the tubes containing (f) H2:fluroxene
(magenta) or (g) H7:fluroxene (green). The *°F-GEST spectra represent
the subtraction of the °F-NMR spectra obtained when the saturation pulse
was applied “on-resonance” from the **F-NMR spectra obtained when the
saturation pulse was applied “off-resonance.” Data were acquired with a
9.4 T MRI scanner with By = 2.5 uT/2 s. For fluroxene@H2, “on-resonance”
was Ao = +1.6 ppm and “off-resonance” was Aw = —1.6 ppm. For
fluroxene@H7, “on-resonance” was Aw = -—-22 ppm and “off-
resonance” was Aw = +2.2 ppm. Modified with permission from ref. 83.

The obtained '°F-GEST effect was clearly detected even in the
presence of only 5 pM of either of the molecular hosts.**
Following the demonstration that a single fluorinated guest
can be used to obtain two specific **F-GEST effects (Fig. 9), and
to benefit from the fact that this guest can be used as an
inhalable anesthetic, it was delivered to the mouse brain
through inhalation using a dedicated system (Fig. 10a). The
homogenous distribution of the inhaled '°F-guest in the mouse
brain was confirmed by '’F-MRI (ultrashort TE-based scheme,
Fig. 10d and e). The two different molecular hosts, either
cucurbit[7]uril or octa acid, were delivered intracranially to
two contralateral hemispheres of the examined mouse brain.
Localized 'F-GEST NMR data sets were acquired and clear
in vivo ""F-GEST effects were detected. These '°F-GEST effects
were obtained at opposite Aw relative to that of the fluroxene
(set at 0.0 ppm), i.e., downfield (Aw = +1.6 ppm, Fig. 10f) for the
H,-fluroxene complex and upfield (Aw = —2.2 ppm, Fig. 10g) for
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Fig. 10 In vivo °F-GEST of the anesthetic. (a and b) Schematic illustration
of the in vivo experimental setup showing the delivery of the anesthetic to
the mouse brain via inhalation (a) and the intracranial injection of the hosts
(b). (c) *H-MRI, (d) UTE-**F-MRI, and (e) *°F-MRI signal overlaid on the
'H-MRI of a live mouse anesthetized with 4% fluoroxene. (f and g)
Localized *°F-GEST spectroscopy data of two voxels acquired from the
regions injected with H2 (magenta) and (g) H7 (green). The *°F-GEST
spectra represent the subtraction of the *°F-NMR spectra obtained when
the saturation pulse was applied “on-resonance” from the °F-NMR
spectra generated when the saturation pulse was applied “off-resonance.”
The "off-resonance” frequencies were Aw = —1.6 ppm for H2-fluoroxene
and Aw = +2.2 ppm for H7-fluoroxene, and the “on-resonance” frequencies
were Aw = +1.6 ppm for H2-fluoroxene and Aw = —-2.2 ppm for
H7-fluoroxene. Reproduced with permission from ref. 83.

the H,-fluroxene complex. This demonstration provided a
foundation for the development of novel molecular architec-
tures detectable at low concentrations by ’F-MRI. In future
experiments, the molecular hosts for fluorine anesthetics can
be modified in various ways. For example, molecular hosts can
be fabricated to recognize and bind neuropathological features
(e.g., brain tumors or amyloid plaques in Alzheimer’s disease)
and thus serve as highly-sensitive diagnostic tools for the
detection of brain pathologies.

Paramagnetic GEST using paramagnetic cavitands

Despite the successful demonstration of 'F-GEST in vivo®?
(Fig. 10), diamagnetic '°F-GEST is limited to a relatively low
spectral separation between a host-bound and -free fluorinated
agent (Aw values of only a few ppm). This limitation restricts
not just the °F-GEST spectral resolution and the ability to
differentiate between different artificial *F-colors, but also the
number of such colors that could be designed. Moreover, the
Aw > ke condition, which stands for "H-CEST, as well as
for 'F-GEST, mandates the use of host-guest molecular
systems that experience relatively slow exchange dynamics.

This journal is © The Royal Society of Chemistry 2023


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3cc00562c

Open Access Article. Published on 12 April 2023. Downloaded on 16.10.2025 13:32:48.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Feature Article

To overcome these limitations, we adopted the principles of
paramagnetic CEST agents®”®® to introduce paramagnetic
19F-GEST (paraGEST).** As a first step, we synthesized a library
of paramagnetic o-cyclodextrins (para-CDs, Fig. 11a) as the
putative paramagnetic hosts. Then, the essential structural
characteristics of the '°F-guest were studied, which necessi-
tated a benzylamine backbone for paraGEST observation, with
the position of the fluorine substituent affecting the observed
Aw of the paraGEST effect.

Having established the paraGEST principles for a single
host-guest pair, we used this approach for multiplexed
"F-MR imaging based on paramagnetic supramolecular systems.
We termed the generation of artificial colors for MR images the
Color Display by Exploiting Host-guest Dynamics (CODE-HD),
which was demonstrated by nine host-guest pairs. Using 4-(tri-
fluoromethyl)benzylamine as the fluorinated guest (guest 2 at
Fig. 11b) and different para-CDs, an array of single and well-
defined paraGEST effects were obtained for all examined pairs.
Each host-guest pair showed a characteristic Aw value, which
depends on the identity of the lanthanide (Tm, Er, Yb, Eu, Nd, Pr,
Ho, Tb, or Dy) at the paraCD host (or Ln-CD). Assigning each Aw
value a color provided us with nine artificial paraGEST colors that
could be displayed as an MRI map (Fig. 11b). In contrast to other
luminescent colors and, even in relation to *H-CEST colors, the
color palette of paraGEST can be easily converted to a different
one by replacing the fluorinated guest. For example, using

Code Manipulation
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3,5-difluorobenzylamine as the guest (guest 3) resulting in a
different characteristic Aw value with each of the paraCD
hosts (Fig. 11c). Using a competitor (non-fluorinated) guest
(guest 5, Fig. 11d), which bound to the paraCD host much
more tightly, resulting in the elimination of the paraGEST
effect (Fig. 11d), a unique feature that is not applicable for
luminescence-based colors and may be considered in the
future for advanced applications.

Summary and future perspectives

The growing interest in quantitative methods for in vivo ima-
ging with a reduced level of false-positive results had led to the
expansion of the available fluorinated probes for background-
free molecular and cellular °F-MRI studies. Indeed, these
demonstrations continue to stimulate the development of more
advanced agents for improved performances and diverse cap-
abilities that were not demonstrated in the field of **’F-MRI just
a few years ago. In that regard, our development summarized
here expands the '°F-MRI toolbox available today, not just with
new molecular architectures, but also with novel concepts for
future designs of fluorinated probes. The use of nanofluorides
as imaging agents of 'F-MRI offers to combine the advantages
of ultrasmall inorganic NCs with the merits of background-free
imaging, and thus, proposes an alternative to metal-oxide NCs.
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Fig. 11 The CODE-HD method based on paraGEST. (a) The molecular structure of the paramagnetic host Ln-CD. The principles for code manipulation
are shown in (b) and (c). The obtained z-spectra of a solution of thulium-cyclodextrin (Tm-CD, red and orange diamonds) in the presence of either 2
(b) or 3 (c), and plots showing the obtained chemical shift offset (Aw) values from paraGEST experiments with different Ln-CDs as the hosts and either 2
(b) or 3 (c) as the guest, and the assigned colors for each host—guest pair. (d) Code deletion. CODE-HD color map obtained from different pairs of Ln-CD
and 3, which is deleted upon anthranilic acid (5) addition to each one of the wells. The z-spectra obtained from the well containing erbium-cyclodextrin
(Er-CD, gray diamond) before and after the addition of 5 is shown in the insets. Modified with permission from ref. 84.
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For example, nanofluorides can be used to label and track
extracellular vesicles (EVs), which garnered much interest
recently in a variety of fields. The ca. 100-120 nm size of EVs
requires their labeling with relatively small inorganic NCs, such
as iron oxide NCs for MRI studies,®>*® thus making nanofluor-
ides very attractive for background-free MRI of EVs. The imple-
mentation of the CEST contrast mechanism for "°F-MRI studies
opens new opportunities to detect very low concentrations of
the target that were otherwise undetectable. Shown for several
metal ions, "’F-iCEST probes should now be further developed
for additional metal ions with biological relevance. *F-GEST
MRI opens new directions through which multiple targets at
very low concentrations could be monitored and mapped in a
multicolor way.

The "F-MRI toolbox is continuously expanding with addi-
tional developments by others, beyond those summarized in
this Feature Article. For example, the recent implementation of
hyperpolarization techniques to amplify *°F-MRI signals is very
promising”®®” in light of the revolution made by hyperpolar-
ized "*C-MRL®® Another example is the use of fluorinated ionic
liquids, which were developed to undergo phase transition
upon exposure to environmental stimulation, and which,
therefore, could be used as “turn-on” '°F-MRI-responsive
agents.””®" The recent developments in hardware allow the
use of cryogenic RF coils for improved SNRs of '’F-MRI data,*
and advanced acquisition schemes are being implemented to
improve the performance of '"F-MRI studies.””®" In light of
these developments, the collaboration of MR physicists, che-
mists, radiologists, and scientists from other fields should be
encouraged to advance 'F-MRI to new frontiers that are as yet
inaccessible to this background-free imaging approach.
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