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Transition metal-tetracyanoquinodimethane
monolayers as single-atom catalysts for the
electrocatalytic nitrogen reduction reactionf

Yiran Ying, 22 Ke Fan, €22 Xin Luo, @2 *° Jinli Qiao 2 ¢ and Haitao Huang () *

Converting earth-abundant nitrogen into value-added chemical ammonia is a significant yet challenging
topic. The electrocatalytic nitrogen reduction reaction (NRR), compared with the conventional Haber—
Bosch process, is an energy-saving and environmentally friendly approach. Finding electrocatalysts
which can activate nitrogen effectively and exhibit high selectivity and stability for the electrocatalytic
NRR is a major task. Single-atom catalysts can act as a good solution. In this work, by means of first-
principles density functional theory, molecular dynamics calculations, and a two-step screening process,
we have studied 17 transition metal single atoms supported on tetracyanoquinodimethane monolayers
(TM-TCNQ), and among them, Sc-TCNQ and Ti-TCNQ are found to be excellent candidates for NRR
electrocatalysts. N, adsorption and activation are effective due to the ‘acceptance—donation” mechanism
and suitable electronic structure of TM-TCNQ. The Gibbs free energy diagram shows that Sc-TCNQ and
Ti-TCNQ exhibit a low NRR overpotential of 0.33 and 0.22 V, respectively, through an enzymatic-
consecutive mixed pathway. In addition, the selectivity of the NRR over the HER and stability of the Sc-/

Ti-TCNQ monolayers are also validated. This work opens a new avenue for designing novel single-atom

rsc.li/materials-advances

1. Introduction

Ammonia (NH;) is an indispensable chemical in industry and
agriculture because it is not only a precursor to the production
of many types of fertilizers, chemicals, and pharmaceuticals,
but also a clean, carbon-free energy carrier whose combustion
products (nitrogen and water) are all environmentally benign.'”
Nitrogen fixation, converting nitrogen (N,)}—the most abundant gas
in Earth’s atmosphere which cannot be directly utilized by human
beings—into value-added chemical ammonia, is undeniably an
urgent topic ever since human industrialization. According to
Mineral Commodity Summaries from US Geological Survey,
about 170 million tons of ammonia in total were produced
globally in 2018.* A major challenge in nitrogen fixation is to
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catalysts for the NRR as well as other catalytic applications.

break the chemically inert N=N triple bond, for which, the
conventional nitrogen fixation approach—Haber-Bosch (H-B)
process requires high temperature and pressure and is highly
energy demanding, accounting for around 2% of global supply
of energy.”™'° Besides, the H-B process needs a large plant
infrastructure and may raise environmental issues such as
emission of carbon dioxide, which takes up about 1% of total
greenhouse gas emission.'>""

The electrocatalytic nitrogen reduction reaction (NRR, N, +
6H" + 6e” — 2NH;), inspired by the biological NRR with
nitrogenase enzymes, can be a promising alternative for the
H-B process because the reaction can take place under ambient
conditions.”"'* Discovering electrocatalysts for the NRR with
high activity and selectivity is a significant task for both
fundamental research and industrial applications.”® The past
decade has witnessed the efforts in investigating pure
metals,"'* metal oxides,'> metal nitrides,'® metal carbides,'”
and metal phosphides'® as NRR electrocatalysts by means of
density functional theory (DFT) calculations. However, the
relatively low utilization percentage of active materials and
high cost of these metal-based electrocatalysts hinder their
experimental realization.

Recently, another group of catalysts, single-atom catalysts
(SACs), have attracted the attention from researchers. SACs,
which are defined as isolated atoms anchored on substrates,
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exhibit remarkable catalytic performance and relatively low cost
because of the full utilization of active metal atoms, high
selectivity, and stability.’® Aside from these features, transition
metal (TM) based SACs can be very effective especially for the
NRR because the d electrons of the single metal supported
on a substrate are more active than those in the aggregated
form, and are more liable to activate the N=N triple bond.
Two-dimensional materials, due to their large surface area and
unique physical, chemical, and electronic properties,**>* have
become an important platform for the design of SACs for the
NRR. DFT calculations predict that transition metal (TM) atoms
embedded in two-dimensional boron nitride,*” nitrogen-doped
graphene,®®?” graphitic carbon nitride,**° and transition
metal dichalcogenides®'*> are outstanding SACs for the NRR.
Nevertheless, in experiments, examples of SACs for the NRR are
scarce and only limited to single transition metals (TMs)
supported on nitrogen-doped carbon®**® and more efforts into
this burgeoning area are still needed.

The potential of metal-organic frameworks (MOFs) to form
SACs due to their tunable geometric structure and large surface
area has been recently demonstrated.’”° As an outstanding
electron acceptor, 7,7,8,8-tetracyanoquinodimethane (TCNQ)
can serve as a substrate in the formation of SACs. Many
transition metals supported on TCNQ structures have been
synthesized in experiments with their electronic and magnetic
properties widely studied.**™** For electrocatalytic applications,
different TM-TCNQ monolayers have been predicted by DFT
calculations to be promising electrocatalysts for oxygen evolu-
tion and reduction,”** CO oxidation,”” and CO, reduction
reactions.*® However, the application of TM-TCNQ as an elec-
trocatalyst for the NRR has not been investigated theoretically
or experimentally.

Based on the information given above, in this work, we use
DFT calculations to search for potential candidates as electro-
catalysts for the NRR in TM-TCNQ monolayers by screening
17 TM elements which are common on the Earth (Sc-Zn, Mo,
Ru-Pd, Ag, Pt, and Au). Gibbs free energy calculations are
conducted to evaluate the NRR performance of the selected
samples. The stability and NRR selectivity of these SACs are also
checked.

2. Computational methods

All spin-polarized DFT calculations were performed by employ-
ing the projector-augmented wave method implemented in the
Vienna ab initio Simulation Package (VASP).””*® Perdew-
Burke-Ernzerhof (PBE) flavor of the generalized gradient
approximation®® was chosen as the exchange-correlation func-
tional. For the consideration of van der Waals interactions,
Grimme’s DFT-D3 semiempirical scheme was applied.>® The
kinetic energy cut-off was set as 400 eV and the first Brillouin
zone was sampled with Gamma-centered 7 x 5 x 1 Monkhorst-
Pack meshes. Both cell and ionic degrees of freedom of
all structures were allowed to relax until convergence criteria
(10" eV for energy and 0.02 eV A" for force) were satisfied.
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A vacuum layer with a thickness larger than 20 A was used to
avoid spurious interactions between adjacent cells. Grid-based
Bader charge analysis® was used to calculate the charge transfer.
AIMD simulations were performed in the NVT ensemble with a
Nosé-Hoover thermostat implemented in VASP.>>* For the
calculation of kinetic energy barriers, the climbing image nudged
elastic band method> was used. Structures were visualized with the
VESTA package,® and VASPKIT code® was used for processing the
calculation results from VASP.

NRR was considered as a six net coupled proton and electron
transfer (CPET) process and one coupled proton and electron
were transferred from the solution to the surface of the electro-
catalyst for each step. The Gibbs free energy was calculated
using the following formula:*’

AG = AEppr + AEzpp, — TAS + AGyy

where A Eppr, AEzpg, TAS, and AGpy represent the difference of
DFT-calculated adsorption energy, zero point energy (ZPE),
entropic contribution, and free energy correction of pH in each
reaction step. The conventional hydrogen electrode (CHE)
model to calculate the Gibbs free energy of (H" + e7) is”®

G(H" +e7) =0.5G(H,) — eU

where U represents the electrode potential relative to the CHE.
ZPE and entropic contribution were calculated from vibrational

frequencies w;'7%%°

1
Ezpg = 3 ZI: or

where kg and R represent the Boltzmann constant and gas
constant, respectively.

3. Results and discussion

3.1 Screening TM-TCNQ monolayers for the NRR and N,
activation

The structures of TM-TCNQ are modelled by a 2 x 2 supercell
with twelve carbon atoms, four nitrogen atoms, four hydrogen
atoms, and one TM atom. A prototypical DFT-optimized struc-
ture of TM-TCNQ—Sc-TCNQ is shown in Fig. 1. The lattice
constants for TM = Sc, Ti, V, Cr, Mn, Fe, Co, Ni, Cu, Zn,
Mo, Ru, Rh, Pd, Ag, Pt, and Au are listed in Table S1 (ESIY).
All TM-TCNQ structures exhibit planar structures and each TM
atom coordinates with four nitrogen atoms from TCNQ. From
Bader charge analysis, in Sc-TCNQ, Ti-TCNQ, and V-TCNQ,
the TM atoms transfer 1.87 e, 1.80 e, and 1.46 e~ to the
TCNQ substrate, respectively, indicating that TCNQ can accept
electrons from TM atoms. We further calculate the electron
localized function (ELF) and show the contour plot in Fig. 1a.
The ELF values close to 0.5 and 1 suggest the metal bond
(delocalized electrons) and covalent bond (localized electrons),

This journal is © The Royal Society of Chemistry 2020
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Fig. 1 (a) Top and (b) side view of the optimized structure of Sc-TCNQ and t
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atoms are represented in purple, brown, cyan, and pale pink, respectively. Black solid line denotes the cell boundary of Sc-TCNQ, and the dashed line

denotes the TCNQ molecule. Isodensity values for ELF map are shown belo

respectively, while ELF values smaller than 0.5 represent the
ionic bond.®®* From Fig. 1a, we can conclude that ionic bonds
form between Sc and adjacent N atoms. Inside the TCNQ sub-
strate, on the other hand, covalent bonds form between atoms.

The N, adsorption and activation of the N=N triple bond is
the first and vital step for the NRR.">"® In this context, before
proceeding to study the NRR reaction pathways, we first examine
the N, adsorption on TM-TCNQ. Two adsorption patterns of N,
are considered—side-on configuration with both N atoms
binding with the TM atom (active site for the NRR), and
end-on configuration with one of the N atoms binding with the
TM atom (Fig. S1, ESIT). Each configuration could lead to different
NRR reaction pathways. From pioneering theoretical investiga-
tions, it can be deduced that the NRR is a complicated process
and several pathways have been concluded.”*”** For the end-on
configuration, distal, alternating, and their mixed mechanisms are
possible (Fig. S2, ESIT). For the side-on configuration, enzymatic,
consecutive, and their mixed mechanisms are proposed (Fig. 2). As
a result, screening the N, adsorption ability and configuration on
TM-TCNQ for each TM is our top priority.

w Fig. 1b.

N, adsorption energy values E,q, defined as E,q =
E(TM-TCNQ + N,) — E(TM-TCNQ) — E(N,), are calculated and
summarized in Table S2 (ESI{) and Fig. 3a for both side-on
and end-on patterns on TM-TCNQ. For effective activation of
N,, Eag should be negative enough (<—0.5 eV) to ensure the
energetically favorable N, chemisorption.>” From Fig. 3(a), five
cases of end-on configuration (Sc-TCNQ, Ti-TCNQ, V-TCNQ,
Cr-TCNQ, and Mn-TCNQ), and one case of side-on configu-
ration (Ti-TCNQ) are selected from a total of 34 structures.
Nevertheless, three other structures, i.e. Sc-TCNQ and V-TCNQ
with a side-on N, adsorption pattern and Fe-TCNQ with an end-
on N, adsorption pattern can also ensure the chemisorption by
forming TM-N bonds with a bond length smaller than 2.4 A
(Fig. S1a and S3a, b, ESIt), even though they exhibit slightly
larger E,q values than —0.5 eV. On the other hand, the rest of
the structures such as Au-TCNQ (Fig. S3c and d, ESIf) cannot
form TM-N chemical bonds because of the large distance
between TM and N atoms, and therefore N, molecules cannot
be effectively activated. Thus, they are not considered in the
following calculations.

N=N N=) N=) N=NH
N, Y oHte VYV N, Y He
™ —— M —— M ™ — TM — TM
NH;+——, (&) B2 NH;«—— (&) @
B @ @) @)+
NH; NH-NH NH; N-NH,
| vV | Vv
™ Enzymatic ™ ™ Consecutive ™
E?IH‘%-e @)|re @I Hre @l Hve
NH, NH,NH, NH-NH, NH, NH N i
| H4e Hte V E) I He I Hte |
™ ™ ™ — ™ ™ ™
[@ ™ @] | ; .
NH; e

Fig. 2 Schematic illustration of enzymatic, consecutive, and their mixed me
(active site) in the figures.
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chanism for the NRR on TM-TCNQ. TM denotes the transition metal atom
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Fig. 3 The two-step screening strategy for TM-TCNQ electrocatalysts for the NRR. (a) Calculated N, adsorption energy for both end-on and side-on
configurations on TM-TCNQ (TM = Sc-Zn, Mo, Ru-Pd, Ag, Pt, and Au), and (b) Gibbs free energy change values AG(NNH) of *N=N + (H* + e7) -
*N=NH for Sc-, Ti-, V-, Cr-, Mn-, Fe-TCNQ, and *N=N* + (H* + e”) —» *N=NH* for Sc-, Ti-, V-TCNQ.

To further screen the remaining nine structures for the
NRR, we calculate the Gibbs free energy change for *N=N +
(H" + e7) > *N—NH (end-on) and *N=N* + (H" + ¢7) -
*N—NH* (side-on) (here, * denotes the active sites for the
NRR), because these steps (the first hydrogenation step in
Fig. S2, ESIt and Fig. 2, respectively) are proven to be the
potential limiting step (PLS) for the NRR in many TM-based
SACs.”*%*%7 To consider the energy barrier values for trans-
forming from end-on configuration *N=N to side-on configu-
ration *N=N*, we perform CI-NEB calculations to identify
the minimum energy path for the transformation on Sc- and
Ti-TCNQ as examples. Results (Fig. S4, ESIt) show that the
transformation energy barrier values are 0.42 and 0.55 eV for
Sc- and Ti-TCNQ, respectively, indicating that our two-step
screening process is valid considering the non-simultaneous
reaction intermediates involved in the two steps. Fig. 3b indi-
cate that for all six end-on structures, the corresponding Gibbs
free energy change values AG(NNH) are larger than 1.0 eV.
These values are much higher than most of the reported SACs
for the NRR and will lead to high overpotential and mediocre

(a)Sc-TCNQ

NRR performance. On the other hand, for Sc-, Ti-, and V-TCNQ,
the side-on N, adsorption patterns can result in AG(NNH)
values smaller than 1.0 eV. For N, adsorption, the difference
in energy between side-on and end-on configuration is
0.30, 0.39, and 0.66 eV for Sc-, Ti-, and V-TCNQ, respectively
(Fig. 3a), far smaller than the energy difference between end-on
and side-on N, hydrogenation (*N=N — *N—NH (end-on)
and *N=N* — *N—NH* (side-on)), which are 1.96, 1.45, and
0.82 eV (Fig. 3b). To conclude, after the two-step screening
process shown above, we have identified these 3 structures
(Sc-, Ti-, and V-TCNQ with side-on consideration) out of the 34
for further investigations because they are more energetically
favorable in the two sequential steps.

The electronic structure is an important factor for evaluating
the N, activation on NRR catalysts. Using Sc-TCNQ as
an example, we find that the density of states (DOSs) of pure
Sc-TCNQ (Fig. 4a) clearly show the metallic character, which
facilitates fast charge transfer and is beneficial to the potential
electrocatalytic process. The DOS plot for N, in the gas phase is
shown in Fig. 4b, where the lowest unoccupied molecular

Density of states (states/eV)

4 )

Energy (eV)

Fig. 4 Density of states of (a) pristine Sc-TCNQ, (b) N, molecule in the gas phase, and (c) Sc-TCNQ with one adsorbed N, molecule. Fermi level is set to
zero and denoted in the black line. Inset in (c) shows the zoomed DOS near the Fermi level. (d) Charge density difference distribution (charge
accumulation and depletion are shown in yellow and light blue, respectively) of N, adsorption with the side-on configuration, and (e) corresponding ELF

map with bond lengths of Sc=N and N—-N marked in the figure.
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orbital (LUMO) and the highest occupied molecular orbital
(HOMO) are respectively located at mg*2p and c,2p orbitals,
which are consistent with the literature.®® The n,*2p, c,2p, and
n,2p orbitals from N, all match with DOS for Sc-TCNQ, leading
to the hybridization and delocalization of orbitals in Sc-TCNQ
with N, adsorption (Fig. 4c). This can lead to the effective
activation of N, on the catalyst, which can be confirmed by the
fact that the N-N bond is elongated from 1.098 A (in gas phase
N,) to 1.16 A (in the adsorbed state).

Sc, Ti, and V are all early transition metal atoms with both
occupied and unoccupied d orbitals, and the corresponding
TM-based catalysts are promising for the NRR because of
the ‘acceptance-donation’ mechanism.®®®® Unoccupied T™M
d orbitals can accept lone-pair electrons from N,, and in the
meantime, the occupied TM d electrons can be donated to the
antibonding orbitals of N,, leading to the strong binding
with N,. To unravel the electron transfer during the adsorption
of N,, we calculate the charge density difference distribution as
Ap = p(Sc-TCNQ + N,) — p(Sc-TCNQ) — p(N,), where p denotes
the charge density distribution. Results in Fig. 4d exhibit that
significant two-way charge transfer including charge accumula-
tion (yellow) and depletion (light blue) happen around the
adsorbed N, and Sc atoms (active site for the NRR), respectively,
confirming that the ‘acceptance-donation’ process happens in
Sc-TCNQ. Charge transfer is also validated by Bader charge
analysis result that Sc-TCNQ transfers 0.32 e~ to the adsorbed
N, molecule. From zoomed DOS near the Fermi level in Fig. 4c,
the broadened and partially filled n *2p can be observed, which
can be attributed to the electron donation process. In addition,
the ELF map (Fig. 4e) shows that ionic bonds form between Sc
and the adsorbed N.

3.2 Gibbs free energy diagrams and NRR reaction pathways

To gain a deeper view of the most probable NRR reaction
pathway, we perform calculations on the intermediate in each
step (Tables S3-S6, ESIt) to obtain the Gibbs free energy
diagram for the NRR. Here we only focus on the enzymatic,
consecutive, and the mixed mechanism (Fig. 2) for Sc-, Ti-, and
V-TCNQ after the two-step screening process discussed above
(Fig. 3) and the result is shown in Fig. 5. The DFT-optimized
structures for the relevant intermediates for Sc- and Ti-TCNQ
are plotted in Fig. S5 (ESIT) as examples. In the calculations,
six consecutive protonation steps are considered, and two
ammonia molecules are formed with the general formula of
N, + 6(H" + e7) - 2NH;.

For the first hydrogenation step *N=N* — *N=—NH¥*, all
three systems undergo a Gibbs free energy uphill of 0.43, 0.47,
and 0.81 eV for Sc-TCNQ, Ti-TCNQ, and V-TCNQ, respectively,
and the N-N bonds are elongated from 1.16, 1.17, and 1.17 Ain
*N=N* to 1.24, 1.24, and 1.23 A in *N=NH>*, respectively. The
comparison of Gibbs free energy of *NH-NH* and *N-NH,*
determines whether the second step goes through the conse-
cutive or enzymatic pathway. From Fig. 5, free energy values of
*NH-NH* are higher than those of *N-NH,* for all systems, and
*N—NH* — *N-NH,* is an exothermic step. The N-N bond
length is further elongated to over 1.4 A. Different preferable

This journal is © The Royal Society of Chemistry 2020
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Fig. 5 Gibbs free energy diagram for the NRR through the enzymatic/
consecutive/mixed mechanism on (a) Sc-TCNQ, (b) Ti-TCNQ, and
(c) V-TCNQ at zero and applied potential U. For U = 0, reaction pathways
and intermediates with unfavorable Gibbs free energy change are marked in
grey, and the Gibbs free energy changes for each step are marked and shown
in eV (value marked in orange color denotes the potential limiting step).

pathways occur in the third step, where Sc- and Ti-TCNQ prefer
*N-NH,* — *NH-NH,* and V-TCNQ prefers *N-NH,* —
*N + NH; (one ammonia molecule released), but the step is still
spontaneous. In the fourth protonation step, Sc- and Ti-TCNQ
tend to disengage one NH; molecule and form *NH. There is an
energy uphill for Sc-TCNQ by 0.58 eV, while for Ti- and V-TCNQ,
the fourth step is exothermic. The following two steps are
*NH — *NH, — *NH; and only the last step is endothermic
with an energy change of 0.35, 0.43, and 0.12 eV for Sc-, Ti-,
and V-TCNQ, respectively. The energetically favorable pathway
for Sc- and Ti-TCNQ is an enzymatic-consecutive mixed pathway,
while for V-TCNQ, the consecutive pathway is adopted.

The potential-limiting step (PLS) is defined as the reaction
step with the highest Gibbs free energy increase and PLS
determines the performance of the electrocatalysts. From
Fig. 5, we can conclude that the PLS for Ti- and V-TCNQ is
the first protonation step *N=N* — *N=NH* with 0.47 and
0.81 eV free energy change, and for Sc-TCNQ, the fourth step
*NH-NH,*— *NH + NH; is the PLS (0.58 eV). With a limiting
potential of U = —0.58, —0.47, and —0.81 V for Sc-, Ti-, and
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V-TCNQ, respectively, all reaction pathways can be exothermic
(Fig. 5). In addition, by comparing the Gibbs free energy change
values for the PLS and those for NH; desorption (Fig. S6, ESIt),
we can conclude that the as-obtained PLS rather than the
NH; desorption determines the energy barrier due to the higher
AG values. Usually, overpotential (1) is an indicator for deter-
mining the catalytic activity, and » for the NRR is defined as
N = Uequilibrium — Ulimitingy25 and Uequilibrium iS calculated to be
—0.25 V in this work (Gibbs free energy change for the
total reaction). Therefore, n values for Sc-TCNQ, Ti-TCNQ,
and V-TCNQ are 0.33 V, 0.22 V, and 0.56 V, respectively. The
overpotential values for Sc- and Ti-TCNQ are much lower than
the majority of reported NRR SACs, such as Mo on nitrogen
doped graphene (N3-G) (0.34 V),>® Mo on the graphene-boron
nitride hybrid sheet (0.42 V),”° and Fe on MoN, (0.47 V),”"
indicating that Se-TCNQ and Ti-TCNQ are outstanding electro-
catalysts for the NRR.

To further understand the NRR catalytic activity of TM-TCNQ,
we perform Bader charge analysis along the most favorable
reaction pathway, and each intermediate is divided into three
moieties: the TCNQ nanosheet (denoted as moiety 1), single TM
atom (denoted as moiety 2), and the adsorbed NyH, (moiety 3).
Results for Sc- and Ti-TCNQ are plotted in Fig. 6. We can see that
for all three moieties, there is obvious charge fluctuation, but
generally, the TCNQ nanosheet acts as an electron acceptor,

(@) 4

-325

Energy (eV)

-330

 E%y
555

-335 T T T
0 1 2 3

Time (ps)

»4
o

receiving about 1.5 e~ for each step while the TM atom donates
approximately 2.0 e”. Nevertheless, the fluctuation of Bader
charge for the TM is very small, indicating that the TM atom
also acts as a transmitter to the charge transfer between the
TCNQ nanosheet and the N,H, moiety.

Since the hydrogen evolution reaction (HER) is the major
competing reaction for the NRR,”* we also compare the adsorp-
tion Gibbs free energy of N, and H for Sc-, Ti-, and V-TCNQ. The
results shown in Fig. S7 (ESIf) indicate that the adsorption
of N, is more energetically favorable than H, ensuring the
selectivity of the NRR over the HER.?” Note that the difference
between AG(N,) and AG(H) is slightly larger for Sc-TCNQ than
that for Ti-TCNQ and V-TCNQ, indicating that Sc-TCNQ has
relatively higher selectivity.

3.3 Stability of TM-TCNQ monolayers (TM = Sc and Ti)

In the final part, we test the stability of Sc- and Ti-TCNQ, which
are all good candidates for NRR electrocatalysts. First, to
confirm that single metal aggregation will not occur on the
surface of TCNQ, we compare the binding energy (Ep) of the
single atom and the cohesive energy (E.) for metal aggregation,
which are defined as E, = Ermencg — Frncq — Erm and
E. = (Ermbulk — nErm)/n, respectively, where Epy and Eryppulk
represent the energy of single transition metal atom and total
energy of transition metals in the most stable crystal form,
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Fig. 7 Total energy as a function of time during the AIMD simulations for (a) Sc-TCNQ and (b) Ti-TCNQ. Inset shows the side and top view of the
structures after 5 ps AIMD simulations, where C, N, H, Sc, and Ti are represented in brown, cyan, pale pink, purple, and blue, respectively.
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respectively, while n denotes the number of metal atoms per
unit cell of the crystal. E;, values are calculated to be —9.29 and
—9.98 eV for Sc and Ti on TCNQ, respectively, while the E.
values are —4.59 and —6.76 eV, respectively, indicating that
binding to the substrate is more energetically favorable than
aggregating into clusters for both Sc and Ti and the single
atoms can be stably deposited onto the substrate as active sites.

To ensure the thermal stability of the SACs, we further
perform AIMD simulations at 500 K and plot the total energy
as a function of simulation time for Sc- and Ti-TCNQ. Results in
Fig. 7 exhibit that the total energy of Sc- and Ti-TCNQ quickly
converges and oscillates around the equilibrium. The struc-
tures after 5 ps AIMD simulations (insets in Fig. 7a and b)
do not show an obvious structural reconstruction, and after
geometric relaxation, the structures can recover again. These
evidences clearly demonstrate that Sc- and Ti-TCNQ are ther-
mally stable with a temperature up to 500 K.

4. Conclusions

In this work, by means of first-principles calculations, we have
systematically studied the potential application of TM-TCNQ, a
group of novel single-atom catalysts, in the electrocatalytic
NRR. By using a two-step screening process, we have identified
three systems—Sc-, Ti-, and V-TCNQ with side-on N, adsorption
patterns—from 34 structures. N, adsorption and activation were
ensured by the unique electronic properties of TM-TCNQ and the
‘acceptance-donation’ mechanism. Gibbs free energy calcula-
tions proved that NRR Sc- and Ti-TCNQ were thermodynamically
favorable with low overpotential values of 0.33 and 0.22 V
through the enzymatic-consecutive mixed pathway. In addition,
the NRR selectivity and stability of the catalysts were also
confirmed. Overall, this work provides evidence that Sc- and
Ti-TCNQ can be promising NRR electrocatalysts. The findings
and methodology in this work may be extended to the design of
other single-atom catalysts.
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