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Optimising the acid–base ratio of Mg–Al layered
double oxides to enhance CO2 capture performance:
the critical role of calcination conditions†
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The effect of calcination conditions (ramp rate, calcination temperature and time) on the formation of

Mg2Al layered double oxides (Mg2Al LDOs) as well as their CO2 capture performance, has been systemati-

cally investigated. This study explores novel insights into the intricate relationship between these calcina-

tion conditions and the resulting surface characteristics, which play a vital role in CO2 capture efficiency.

Notably, it is revealed that a rapid ramp rate (100 °C min−1) significantly increases surface area and

hydroxyl concentration, leading to a 69% increase in CO2 capture efficiency compared to slower ramp

rate. Conversely, short calcination times (1 h) and fast ramp rates (100 °C min−1) are observed to compro-

mise CO2 adsorption due to the presence of dehydrated LDHs. A critical acid : base ratio of 0.37, achieved

from a fast ramp rate (100 °C min−1) at 400 °C for 2 h, was found as a key threshold for optimising surface

properties, effectively balancing favourable hydroxyl and less favourable strong acid sites, thereby maxi-

mizing CO2 capture performance.

Introduction

Layered double hydroxides (LDHs) are a family of anionic
layered material with a general formula of
[Mz+

1−xM′y+x(OH)2]
a+[(An−)a/n]·mH2O wherein M and M′ are

different cations with charges z (typically 1 or 2) and y (typi-
cally 3 or 4), respectively;1 A is the anion in the interlayer gal-
leries to balance the net positive charge of metal hydroxide
layers; x is the ratio of M′ to total metals (M + M′), and it has
been demonstrated that MgAl-based LDHs exhibit pure crystal-
line phares when 0.33 ≥ x ≥ 0.18.2 Water is incorporated into
the interlayer region, establishing hydrogen bonds with the
hydroxyl groups of the cationic layers and interlayer anions.
This interaction stabilises the layered structure, connecting
individual layers while preserving translational mobility.3 At
elevated temperatures, LDHs undergo thermal decomposition.
Initially, they release surface and interlayer water molecules,
leading to the formation of dehydrated LDHs when heated up
to 200 °C. Subsequently, they undergo transformation into
Layered Double Oxides (LDOs) through dehydroxylation and
the removal of anions (such as CO3

2−) in the temperature

range of 300 to 750 °C. When temperature is higher than
750 °C, it forms a crystalline spinel phase which cannot be
reconstructed to the LDH structure.2,4

Both LDHs and their thermal derivatives (LDOs) have found
successful applications in a wide range of areas, including cat-
alysis, anionic adsorbents, flame retardants, gas barrier mem-
brane and biomaterials.5–11 In particular, MgAl–CO3 LDOs
have been demonstrated as promising CO2 adsorbents due to
their inherent basicity, low adsorption heat, rapid adsorption/
desorption kinetics, simple regenerability and good
stability.7,8,12,13 Considerable efforts have been made to
enhance the CO2 adsorption capacity including the optimi-
sation of adsorption conditions, the control of calcination
parameters (temperature and time), the design of LDHs/LDOs
synthesis methods, as well as the incorporation of alkaline
metal doping or other hybrid materials.12,14–17 However, the
influence of the calcination process, including the parameters
such as ramp rate, temperature and calcination duration time,
on the surface chemistry of the material and its subsequent
effects on CO2 capture through both chemisorption and physi-
sorption has not been fully explored yet. Being able to optimise
the calcination parameters for the LDHs materials and funda-
mentally understand their influence on the surface physio-
chemical properties holds the key to unlock the full potential
of LDHs/LDOs as efficient CO2 sorption materials.

Herein, we report a systematic study to investigate the
impact of calcination conditions of Mg2Al LDHs
([Mg0.66Al0.34(OH)2](CO3)0.17(H2O)0.95) on the formation of
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Mg2Al LDOs. This study includes varying ramp rate (5–100 °C
min−1), calcination time (1–6 h) and calcination temperature
(100–600 °C). Additionally, we access the CO2 capture perform-
ance of the resulting calcined products. The physical property
and surface chemistry of each calcined material was character-
ised extensively using N2 adsorption isotherms, the titration of
surface hydroxyl groups, solid state nuclear magnetic reso-
nance (ssNMR) and temperature programmed desorption
(TPD).

Experimental
Synthesis of materials

[Mg0.66Al0.34(OH)2](CO3)0.17(H2O)0.95 (Mg2Al LDHs) was syn-
thesised using the co-precipitation method.13 Solution A was
made by dissolving Mg(NO3)2·6H2O (17.09 g, 0.067 mol) and
Al(NO3)3·9H2O (12.50 g, 0.033 mol) in 100 mL deionised (DI)
water. Na2CO3 (5.30 g, 0.050 mol) was dissolved in another
100 mL DI water to make solution B. Solution A was added to
solution B dropwise for an hour while stirring, with the solu-
tion mixture kept at pH 10 by the addition of 4 M NaOH solu-
tion. After aging for 24 h with stirring at room temperature,
the solid was filtrated and washed with DI water until pH 7.
The final solid product was then dried overnight in a vacuum
oven at 30 °C.

The LDOs were obtained from the calcination at various
conditions. The nomenclature for the obtained calcined LDH
samples is as follows: calcination temperature (°C) – calcina-
tion time (h) – ramp rate (°C min−1). For example, 400-2 h-5
stands for a sample calcined at 400 °C for 2 h with a ramp rate
of 5 °C min−1. For CO2 capture and TPD measurements, LDOs
was generated by in situ calcination of LDHs. All other calcina-
tions were carried out in a box furnace and the LDOs used
immediately to prevent reconstruction.

Hydroxyl titration

The OH titrations were carried out using a procedure adapted
from literature.18 5 mg samples and 10 mg Mg(CH2Ph)2(THF)2
were mixed in 500 μL d6-benzene containing Si(SiMe3)4 as an
internal standard (c = 6.23 mmol dm−3) in a Young’s tap NMR
tube. Production of toluene resulting from protonation of the
benzyl by the surface hydroxyl groups was monitored by 1H
NMR spectroscopy and the toluene methyl resonance inte-
grated against that of Si(SiMe3)4.

Material characterisation

The powder X-ray diffraction (XRD) data were collected using a
PANAnalytical X’Pert Pro diffractometer in refection mode at
40 kV and 40 mA using Cu Kα radiation. Surface area analysis
was carried out using the BET method on a Micromeritics
Tristar II plus. Nitrogen adsorption and desorption isotherms
were collected at 77 k and ∼100 mg of sample were degassed
at 110 °C overnight prior to analysis. Acidity and basicity were
measured on a Micromeritics AutoChem II 2920
Chemisorption Analyser equipped with a thermal conductivity

detector (TCD). The sample (100 mg) was loaded in a quartz
U-tube and first purged in a flow of He (50 cm3 min−1) at room
temperature for 10 min to remove impurities. The temperature
was then raised to 400 °C at a ramp rate of 10 °C min−1 and
held at this temperature for 1 h to remove water and any other
impurities. The temperature was then reduced to 100 °C. For
basicity tests, CO2 in He (30 cm3 min−1 CO2, 50 cm3 min−1 He)
flown over the sample for 1 h. For acidity tests, a 10% NH3 in
He gas flow was used instead. Physically adsorbed CO2/NH3

was then removed by changing the gas flow to He (50 cm3

min−1) for 1 h. For the desorption step, the sample was heated
from 100 to 400 °C under He flow (50 cm3 min−1). Samples
with a ramp rate of <90 °C min−1 were calcined in situ under
the specified conditions. Samples with a ramp rate of >90 °C
min−1 were calcined ex situ first and then transferred into the
machine for an extra pre-treatment to 400 °C at a ramp of
10 °C min−1 to clean the surface.

CO2 capture measurement

CO2 capture was carried out on a Micrometritics 3Flex with a
chemisorption attachment. 100 mg of sample was calcined
in situ under N2 atmosphere under the calcination conditions
described. The sample was cooled to 40 °C at a ramp of 30 °C
min−1 and left to evacuate under vacuum at 40 °C for 3 h. The
CO2 measurements were then carried out twice at 40 °C. The
first value provides the total adsorption, the second gives phy-
sisorption. The difference between the two values provides the
chemisorption value.

Results and discussion
Ramp rate

The ramp rate leading to the desired temperature for LDH cal-
cination, is typically reported within the range of 1–20 °C
min−1. However, the exploration into higher ramp rates and
their effects on the materials has been limited. In this work,
we investigated different ramp rates (5, 20, 50 and 100 °C
min−1) reaching 400 °C to understand their impact on the
physical and chemical properties of calcined products derived
from Mg2Al LDHs. Additionally, we assessed their CO2 capture
performance and their relationship between surface properties
and CO2 adsorption. The calcination temperature was main-
tained at 400 °C for 2 h. After calcination, all samples exhibit
the same typical powder X-ray diffraction (XRD) pattern of
Mg2Al LDOs regardless of the ramp rates, displaying the
characteristic (111), (200) and (220) Bragg reflections of MgO
(Fig. S1†). Similarly, all samples present similar total pore
volume (ca. 0.9 cm3 g−1) across all ramp rates (Fig. 1a).
However, it was surprising to find that the surface area
increases from 147.2 to 200.1 m2 g−1 as the ramp rate increases
from 5 to 100 °C min−1 (Fig. 1a). This phenomenon is likely
attributed to the thermal decomposition response of materials
under varying ramp rates. As evident from the SEM images
(Fig. S8†), the particles exhibit an approximate average dia-
meter size of 144 nm at a ramp rate of 5 °C min−1. However,
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the diameter reduces to 101 and 85 nm when the ramp rate
increases to 50 and 100 °C min−1 respectively. Concurrently,
there is a decrease in platelet thickness from 27.4 to 18 nm.
The accelerated ramp rate seems to induce a more vigorous
breakdown of the cluster, likely due to the faster transitions
through the distinct stages of thermal decomposition.

CO2 adsorption measurements were carried out in 100%
CO2 atmosphere at 40 °C and 100 kPa. In parallel with the
observed trend in surface area, the total CO2 adsorption
(Fig. 1b) increases from 0.35 to 0.59 mmol g−1 as the ramp rate
increases from 5 to 100 °C min−1, displaying a significant 69%
increase. Interestingly, this increase occurred despite the
samples being calcined at the same temperature (400 °C). For
ramp rates below 50 °C min−1, 34% of the CO2 was chemically
adsorbed on the LDOs samples and this proportion further
rose to 37% when the ramp rate reached 100 °C min−1. This
suggests that the surface of the calcined samples might
undergo changes with the rapid temperature increase, facilitat-
ing CO2 chemical adsorption. Furthermore, we noted that
there is still an increase in CO2 uptake capacity when normal-
ised to the surface area (Fig. S3†), implying that the enhanced
CO2 capture is not solely attributed to an increase in surface
area.

The surface hydroxyl number of the calcined samples was
examed using the previously reported method.18 The results as
shown in Fig. 1c reveal a significant increase in the surface
hydroxyl number, rising from 0.60 to 1.26 mmol g−1 (twice as
high) with the ramp rate increasing from 5 to 100 °C min−1.
This notable shift in the hydroxyl numbers indicates a respon-
sive change in surface chemistry of the calcined materials to
varying ramp rates. The accelerated decomposition at a fast
ramp rate, particularly at 100 °C min−1, likely leads to an
incomplete dehydroxylation process. This results in a greater
presence of surface hydroxyl groups remaining in the calcined
samples, even after calcination at 400 °C for 2 h. Notably, this
increase in the hydroxyl number remains consistent even
when the values are normalised to surface area. This suggests
that the observed changes are also not solely due to alterna-
tions in the material’s surface area but indicative of a more
complex and nuanced kinetically-controlled modification on

the surface of the calcined materials. This trend in surface
hydroxyl number aligns well with that of CO2 uptake capacity
(Fig. 1b), indicating the positive interconnected relationship
between the surface chemistry and the CO2 adsorption, where
the surface hydroxyl number may play a key role in facilitating
CO2 adsorption on the calcined samples.

The surface chemistry of the calcined samples was further
investigated through probe molecule adsorption and tempera-
ture-programmed desorption (TPD) techniques. Ammonia gas
(NH3) served as the probe for the surface acid sites, while CO2

probes the Lewis basic sites of the calcined samples. As shown
in Fig. 2a, the profiles of the 400-2 h-X samples presents a
broad desorption peak of NH3 from 100–400 °C and this dis-
tinct desorption pattern provides clear evidence that the
material calcined with rapid ramp rate could generate signifi-
cantly more surface acid sites. The total number of acid sites
and the acid site density were summarised in Table 1. We
found that both total number and the density of the acid sites
increase with increasing the ramp rate. The highest total acid
site number can reach 1.34 mmol g−1 when a fast the ramp
rate 100 °C min−1 was applied, marking a more than sevenfold
increase compared to the sample prepared at 5 °C min−1

(0.17 mmol g−1). To further investigate the different bonding
modes to the surface of the calcined samples, the NH3 TPD
profiles were deconvoluted into 2 groups based on the analysis
reported by Prinetto et al. as shown in Scheme S1.†19 The first
group, centred at around 150 °C, corresponds to the hydrogen
bonding of NH3 to surface hydroxyl groups or the basic surface
oxygens. The other group, at higher temperature around
230 °C, is attributed to the bonding motifs between nitrogen
and surface metals. The proportion of the first group increases
from 15% to 40% when the ramp rate increases from 5 to
100 °C min−1, a trend is consistent with what we found in
surface hydroxyl number in Fig. 1c. A similar phenomenon
was observed in the total number of basic sites and the basic
site density, as obtained from CO2 TPD Fig. 2b. Both total
number and density increase with increasing the ramp rate.
The sample treated at 100 °C min−1 displayed triple the
number of basic sites compared to that at 5 °C min−1 (3.65
and 1.21 mmol g−1, respectively). As previous reported, there

Fig. 1 (a) BET surface area and pore volume for 400-2 h-X samples, (b) CO2 adsorption for 400-2 h-X samples at 40 °C and 100 kPa and (c) surface
hydroxyl numbers for 400-2 h-X samples.
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are three types of CO2 bonding modes: bicarbonate, bidentate
and monodentate as illustrated in Scheme S2.†20 In our study,
the bicarbonate bonding mode from the lower desorption
temperature (below 100 °C) was not measured. Therefore, the
desorption profiles in Fig. 2b were deconvoluted into bidentate
around 155 °C and monodentate modes at a higher tempera-
ture around 225 °C. With the slower ramps, the strong basic
sites account for ca. 70% of the total measured basicity while
at 100 °C min−1, it comprises only 65%. This indicates that
even though there is a significant overall increase in number
of basic sites, the predominant contribution comes from an
increase in weaker bidentate nature. Additionally, we noted
that CO2 desorption is completed at lower temperature
(350 °C) for the sample subjected to 100 °C min−1 ramp rate.
This finding implies that some strongest monodentate basic
sites may be absent or less predominant when using a fast
ramp rate (100 °C min−1).

The 27Al DPMAS ssNMR spectroscopy experiments were
carried out to investigate the changes in Al environment
corresponding to variations in ramp rates. As shown in Fig. 2c,
Mg2Al W LDHs present a single distinct resonance peak at
lower field which corresponds to the six-coordinated (octa-
hedral) Al species in the LDHs layers. After calcination, an
additional resonance at around 78 ppm was observed in all cal-
cined samples. This is attributed to four-coordinated (tetrahe-
dra) Al sites, indicating the Al atoms have diffused out of the
octahedral structure of brucite layer during the

calcination.21,22 The proportion of tetrahedral sites (Td%)
reaches to the highest value (62%) at a ramp rate of 5 °C
min−1, followed by a slight decrease to 58% when ramp rates
increase to 50 and 100 °C min−1. This is likely due to the
shorter calcination time associated with higher ramp rate,
leading to an incomplete migration of Al out from octahedral
structure of MgO. The 1H NMR spectroscopy (Fig. S9†) displays
the characteristic proton resonances of LDH: the surface
Mg2Al–OH at δ = 1.2 ppm and the interlayer water molecules at
δ = 4.8 ppm.23 When calcined, several resonances arise
between δ = 0–3 ppm, which correspond to the OH resonances
in the bulk MgO structure with different neighbouring
metals.24 The 13C CPMAS NMR spectroscopy (Fig. S10†) shows
a slight change in the CO3

2− environment from δ = 171 ppm to
δ = 167 ppm after post calcination. This is due to the change
in environment resulting from the dehydration and dehydroxy-
lation during the calcination process.

Calcination temperature

The calcination temperatures (100, 200, 300, 400, 500, 600 °C)
were investigated using a fast ramp rate (100 °C min−1) and
hold at the desired temperature for 2 h. The structure
decomposition behaviour along with increasing temperature is
similar to that observed with a slower ramp rate, as previously
report.25,26 As shown in Fig. 3a, at 100 °C, the Mg2Al LDHs
maintain a well-defined crystalline structure with characteristic
harmonic (00l) Bragg reflections and in-plane (110) and (113)

Table 1 Summary of total number and density of basic/acid sites, and the CO2 uptake of LDOs samples prepared by calcination at 400 °C

Total basic sites
(mmol g−1)

Basic site density
(μmmol m−2)

Total acid sites
(mmol g−1)

Acid site density
(μmol m−2)

Total acid sites/total
basic sites

CO2 uptake
(mmol g−1)

400-2 h-5 1.21 8.22 0.17 1.15 0.14 0.35
400-2 h-20 1.46 8.61 0.40 2.36 0.27 0.38
400-2 h-50 1.89 10.58 0.84 4.70 0.44 0.47
400-2 h-100 3.65 18.24 1.34 6.70 0.37 0.59
400-1 h-100 2.14 17.22 1.10 8.85 0.51 0.38
400-3 h-100 3.56 17.57 1.11 5.48 0.31 0.41
400-6 h-100 2.86 11.87 1.31 5.44 0.46 0.4

Fig. 2 (a) NH3 TPD, (b) CO2 TPD of 400-2 h-X samples and (c) 27Al DPMAS ssNMR of (i) Mg2Al LDH, (ii) 400-2 h-5, (iii) 400-2 h-50 and (iv) 400-
2 h-100.
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Bragg reflections. The (00l) Bragg reflections shift to higher
angle with the increasing temperature up to 300 °C, primarily
attributed to the dehydration process of LDH involving the
loss of the interlayer water, resulting in a decrease of interlayer
space. This is consistent with the observations from thermal
gravity analysis (TGA) (Fig. S2†). Upon further temperature
increase, the samples displayed a typical Mg2Al LDOs diffrac-
tion patterns, featuring characteristic (111), (200) and (220)
Bragg reflections from MgO. The surface area and the pore
volume (Fig. 3b) remain relatively constant when the tempera-
ture below 300 °C. However, a significant increase is observed
as the temperature rises further, attributed to the removal of
water and carbonates during the calcination, creating pores
and channels in the materials. The highest surface area
reaches up to 294 m2 g−1 and the pore volume can peak at
1.21 cm3 g−1 when the calcination temperature reaches 500 °C.
Continued temperature elevation results in a decline in both
surface area and pore volume due to the further growth of
mixed metal oxides particles.

The CO2 uptake at 40 °C and 100 kPa using X-2 h-100
samples are presented in Fig. 3c. The maximum CO2 capture
value (0.59 mmol g−1) was obtained at a calcination tempera-
ture of 400 °C. This trend aligns with previous literature even
though using different ramp rates.22,27 However, it is surpris-
ing to find that the sample treated at 100 °C displayed a rela-
tively high CO2 uptake, notably exhibiting the highest chemi-
sorption value (0.24 mmol g−1) among all the tested samples.
The unexpected results could be attributed to the dissolution
of CO2 in the interlayer water molecules of LDHs in 100-
2 h-100 sample. A similar enhancement in CO2 capture has
been reported in the literature through addition of H2O.

8,28

Calcination time

The impact of calcination times (1 h, 2 h, 3 h and 6 h) at a
rapid ramp rate (100 °C min−1) was also explored and the calci-
nation temperature was fixed at 400 °C. The powder XRD pat-
terns of the resulting calcined samples (400-X-100) are shown
in Fig. 4a. Interestingly, with a fast ramp rate (100 °C min−1)
and a short calcination time (1 h) at 400 °C, the material still

contains the Bragg reflections of LDHs ((003), (006) and (110)
at 2θ = 12.5°, 26.9° and 61.0° respectively), indicating that the
LDHs is not fully transformed into an LDOs structure within
such a rapid and short calcination process. Extending the cal-
cination time to 2 h or more, the Bragg reflections indicate
that LDHs has been decomposed and transferred into a LDOs
structure with (111), (200) and (220) Bragg reflections at 2θ =
35°, 43° and 63° respectively. The surface area increased from
124 to 240 m2 g−1 as the calcination time increases from 1 to
6 h (Fig. 4b). Similarly, the total hydroxyl number exhibited a
nearly linear increase with increasing calcination time
(Fig. S6†). However, the hydroxyl concentration per surface
area remained relatively consistent when calcination time is
longer than 2 h, indicating that the increased hydroxyl
number is primarily attributed to the greater exposed surface
area. Slightly higher hydroxyl concentration at 1 h calcination
time is mainly due to the presence of LDHs.

CO2 uptake capacity (Fig. 4c) of the subsequent LDOs
increases with calcination time up to 2 h, followed by a
decrease in capacity at longer calcination times (3 h and 6 h).
The sample calcined for 2 h (400-2 h-100) displayed a highest
CO2 capture value of 0.59 mmol g−1, making an almost 50%
increase compared with the value (ca. 0.4 mmol g−1) observed
in samples calcined for 3 or 6 h. However, too short a calcina-
tion time and fast ramp rate may result in lower CO2 capture
value due to part of the material containing a dehydrated
LDHs structure which is less active as a CO2 capture material
compared to LDOs.

The impact of calcination time on CO2 capture performance
is linked to the surface changes in their acidity and basicity. As
shown in Table 1 and Fig. S7,† the sample calcined for 2 h
(400-2 h-100) possessed the highest total number of acid sites
(1.34 mmol g−1) while 1 h calcination time led to the lowest
acidity of 1.10 mmol g−1. The acid site density decreases with
increasing calcination time, from 8.85 μmol m−2 for 1 h to
5.44 μmol m−2 for 6 h. Interestingly, 400-2 h-100 also displayed
the highest number of basic sites (3.65 mmol g−1) as deter-
mined by CO2 TPD. The total number of basicity increases
sharply between calcination times of 1 and 2 h, then steadily

Fig. 3 (a) XRD of X-2 h-100 samples ((i) 100-2 h-100, (ii) 200-2 h-100, (iii) 300-2 h-100, (iv) 400-2 h-100, (v) 500-2 h-100 and (vi) 600-2 h-100), (b)
BET surface area and pore volume of X-2 h-100 samples, and (c) CO2 adsorption for X-2 h-100 samples at 40 °C and 100 kPa.
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decreases with prolonged calcination, reflecting the trend
observed in their CO2 capture performance. Basic site den-
sities of these samples also follow a similar trend. However,
the sample (400-6 h-100) displayed significantly less basicity
sites and basicity density. The deconvolution of CO2–TPD
profile (Table S1†) indicates that the sample 400-6 h-100 has a
lower proportion of monodentate binding mode centred at
around 215 °C (63%) compared to the shorter calcination
times of 1–3 h (65%). Chizallet et al. suggested that the differ-
ence in the basic strength of MgO correlates to their coordi-
nation environment: a lower oxygen coordination number
leads to an increase in basicity due to a higher concentration
of the lone pair density.29 This lower coordination numbers
are generated by surface defects which create steps, edges,
corners or holes. The decrease in basicity sites and basicity
strength of the sample (400-6 h-100) is likely due to the pro-
longed calcination time, which could lead to increase the
surface ordering of the LDOs, allowing more oxygens to
migrate into more coordinationally saturated environments.

Considering the overall impact of acid and base sites on the
CO2 capture, our previous findings revealed a positive corre-
lation between CO2 capture and acid : base ratio within a
limited range of acid : base ratio (<0.2).13 In this study, we have
expanded the scope by presenting a wider range of acid : base
ratio obtained from all the samples calcined at 400 °C. As
shown in Fig. 5, our results indicate that when the acid : base
ratio is below 0.37, the CO2 uptake increases with the ratio
which is consistent with our earlier observations. However, at
higher acid : base ratio (>0.37), the CO2 uptake capability
decreases. This decline is attributed to the acidic nature of
CO2, an excessive concentration of acidic sites creates a less
favourable surface for the CO2 interaction. The optimal ratio of
0.37 strikes a balance between the number of acid and base
sites, facilitating sufficient hydroxyl participation in the bicar-
bonate bonding mode without oversaturating the surface with
less favourable interactions between the CO2 molecules and
acidic sites. This balance is crucial for achieving enhanced
CO2 capture efficiency.

Conclusions

A comprehensive investigation into the surface chemistry and
CO2 capture performance of LDO samples prepared following
calcination under varying conditions reveals important
relationships between the calcination parameters and ultimate
CO2 capture performance. A 100 °C min−1 ramp rate to 400 °C,
significantly enhances the formation of surface acid and basic
sites. The resulting material (400-2 h-100) exhibits a remark-
able increase in surface area, hydroxyl numbers and acid/basic
site numbers, leading to superior CO2 capture efficiency (69%
increase than others). On the other hand, excessively short cal-
cination times and fast ramp rate may result in the presence of
a hydrated LDH structure, compromising CO2 capture effec-
tiveness. Furthermore, we discovered the importance of balan-
cing acid and base sites for maximise CO2 capture perform-
ance. A critical acid : base ratio of 0.37 emerges as the key
threshold, ensuring a favourable surface for CO2 interaction.
This study expands on prior knowledge by presenting a

Fig. 4 (a) XRD of 400-X-100 samples, (b) BET surface area and pore volume of 400-X-100 samples, and (c) CO2 adsorption for 400-X-100 samples
at 40 °C and 100 kPa.

Fig. 5 CO2 capture as a function of acid : base ratio of LDOs calcined at
400 °C.
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broader range of acid : base ratios and underscores the
complex interaction between surface functionality and CO2

capture efficiency.
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