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AuCu bimetallic nanocluster-modified titania
nanotubes for photoelectrochemical water
splitting: composition-dependent atomic
arrangement and activity†
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The photoelectrochemical (PEC) water splitting reaction of bimetallic AuxCu1−x (x = 1, 0.75, 0.5, 0.25 and

0) nanocluster-decorated TiO2 nanotube (TNT) photoanodes was investigated using a solar simulator. A

strong enhancement in the anodic photocurrent relative to pristine TNTs was found with clear compo-

sition-dependent PEC activity, increasing with the Cu content and peaking at Au0.25Cu0.75. Electron

microscopy and X-ray absorption fine structure spectra recorded at both Au and Cu edges identified a

clear composition-dependent atomic arrangement of the spherical nanoclusters on anatase TNTs, result-

ing mostly from a time-dependent restructuring of the original metallic nanoalloys in the ambient

environment. With time, Cu segregates from the alloy to form a surface oxide layer surrounding a pure

gold metallic core in the gold-rich nanoclusters (x = 0.75 and 0.50) or a face centered tetragonal (fct)-

intermetallic Au0.5Cu0.5 nanoalloy in copper-rich (x = 0.25) particles. In pure Cu nanoclusters, a metallic

Cu core is stabilized by surrounding Cu2O and CuO. The enhanced PEC activity is attributed to a synergy

between Au and Cu that upon segregation produces bifunctional catalytic sites consisting of a metallic

Au/AuCu alloy and copper oxide at the surface of the nanoclusters. The photoactivity under solar light

illumination is boosted by the plasmonic response of the metal. The ordered structure of the fct-AuCu

alloy present in the most active Au0.25Cu0.75 may explain its higher stability and photocatalytic perform-

ance. Hence, this work provides insight into the relationship between the atomic-level structure of

AuxCu1−x nanoalloys on TNTs and their PEC activity.

1. Introduction

The n-type semiconductor titanium dioxide is known for its
good stability, high resistance to corrosion, non-toxicity, bio-
compatibility, and low production cost. TiO2 nanostructures,
including nanoparticles,1 nanowires,2 nanorods,3 nanotubes,4

and nanopores,5 are intensively studied, particularly for photo-
catalysis. Anodic oxidation of metallic titanium foil allows for
straightforward and efficient synthesis of highly ordered
titania nanotubes (TNTs), whose length and diameter can be

conveniently tuned by the applied voltage, anodizing time,
annealing temperature, and the composition of the
electrolyte.6–9 Since the pioneering work of Zwilling et al.10 on
the anodic oxidation of titanium into highly ordered titania
nanotubes, the morphology of TNTs and their potential appli-
cations in catalysis have been studied extensively. Self-
assembled TNT arrays exhibit exceptional structural, electrical,
thermal and optical properties.11–16 They have a highly ordered
structure, high mechanical and chemical stability, good cor-
rosion resistance, high specific surface area,17,18 enhanced
charge transfer, and a large number of active sites.19,20 These
properties make TNTs useful for applications in photocataly-
sis,21 solar cells, environmental purification, water photolysis,
gas sensing, and bio-medicine.22,23 By diminishing dimen-
sions to the nanoscale, the specific surface area increases,
while the modified electronic structure of the TNTs diminishes
the electron–hole recombination rate. The large effective
surface area in direct contact with the electrolyte enables
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diffusive transport of photogenerated holes to the oxidizable
species in the electrolyte of photoelectrochemical (PEC) cells.
The effects of annealing temperature, crystallinity, wall thick-
ness, tube length and diameter of the TNTs on the PEC activity
have been discussed in several reviews.24–26

TiO2 has suitable band-edge positions for electrochemical
water splitting with the bottom of the conduction band being
more negative than the H2/H2O redox potential (0 V) and the
top of the valence band being more positive than the H2O/O2

redox potential (−1.23 V).27,28 A drawback is its relatively large
bandgap (≈3.2 eV in the anatase phase), requiring UV light for
efficient operation. Various modifications, particularly the
incorporation of metal nanoparticles, have been employed to
enable visible light driven processes. Cu, Ag, and Au nano-
particles exhibit a strong ability to absorb solar photons due to
the localized surface plasmon resonance (LSPR) effect29 and
can transfer energetic electrons formed in the LSPR process to
a nearby semiconductor.30 LSPR-induced near-field enhance-
ment at the surface of the metallic nanostructures can contrib-
ute to the generation of electron–hole pairs. It has been well
established that metal nanoparticles on the surface of TiO2

can act as traps for photo-induced electrons, preventing fast
recombination of charge carriers,31,32 and thus enhancing the
PEC activity of TNT electrodes. Several examples of improved
photocurrents in TNTs decorated with monometallic Cu, Ag,
or Au nanoparticles can be found in the literature.33–37 For
instance, photocurrent densities of about 90 µA cm−2 and
80 µA cm−2 were recorded under 350 nm irradiation at an
applied voltage of 1 V versus the saturated calomel electrode, 1
VSCE for TNTs modified with Cu and Ag, respectively.38 The
modification of TNTs with plasmonic bimetallic nanoparticles
combines the LSPR effect with properties from both metals39–42

and provides highly active metal–support interfaces suitable for
PEC reactions.41 For example, TNTs modified with atomically
precise AuCu alloy nanoparticles were found to exhibit an
improved photocurrent under visible light irradiation in com-
parison with a blank TNT substrate.43 Also TNTs modified with
AuCu nanoparticles that are thermally treated in argon exhibi-
ted a higher photocurrent (64 µA cm−2 at −0.2 V) under UV–Vis
light as a pristine TNT electrode (32 µA cm−2).44

The modification of TNTs with bimetallic AuCu nanoalloys
takes advantage of a synergy between the highly stable and
plasmonic active noble metal Au and the less stable but also
less expensive and more electrocatalytically active metal Cu.
Utilising this promising combination requires a good under-
standing of the effect of composition on the structural arrange-
ment. Such information is, to the best of our knowledge,
lacking.

The aim of the current study is to modify TNTs with well-
defined gas-phase prepared AuCu particles with nanometer
sizes, hereafter called nanoclusters (NCs) and explore the com-
position-dependent relationship between their PEC perform-
ance for water splitting and the atomic NC arrangement. For
this purpose, we have synthesized and deposited small-sized
(<5 nm) AuCu NCs at a low metal loading (about 1 µg cm−2) on
TNTs with good control over the composition and coverage

and tested their PEC water splitting performance. The AuCu-
modified TNT photoanodes exhibit excellent photostability
and high composition-dependent photoactivity in the visible
range of the solar spectrum. Alloy NCs with different compo-
sitions were synthesized through the physical cluster beam
deposition (CBD) process48 that produced ligand-free and size-
and composition-tuneable NCs with a high degree of purity
and uniform coverage.

2. Results
2.1. Structural characterization

The gas-phase size distribution of AuxCu1−x clusters, produced
using a laser ablation source by ablating alloy targets with x =
1, 0.75, 0.5, 0.25, and 0 followed by inert gas condensation, is
recorded using in situ time-of-flight mass spectrometry.
Assuming a spherical shape and bulk density for all NC com-
positions, the diameter distribution of the clusters prior to
deposition has a maximum of around 2 nm (see the ESI,
Fig. S1†). Because the detection efficiency of larger clusters by
the microchannel plate detector is lower, the real average size
of the clusters in the gas phase is likely larger. The loading of
the NCs is determined by the deposition time and the mass
flux measured before and after cluster deposition using a
quartz crystal microbalance (QCM). A typical flux value is
0.062 µg per cm2 per minute. A total mass loading of 1.1 µg
cm−2 has been deposited for the samples discussed in this
work, which can also be expressed in an equivalent height of a
hypothetical thin film of 4 atomic monolayers (MLs, i.e. a
thickness equivalent to a film of 0.25 nm).

X-ray diffraction (XRD) patterns of the annealed TNTs modi-
fied with AuCu NCs obtained after PEC measurements are pro-
vided in the ESI, Fig. S2.† The characteristic diffraction peaks
of TiO2 anatase are observed as well as the underlying metallic
titanium substrate of the electrode on which the TNTs were
grown. In line with previous studies on TNTs modified with
small metal clusters,45,46 no diffraction peaks of the deposited
clusters could be detected, likely due to the low loading and
their small sizes. The intense (004) diffraction peak observed
for all samples indicates a preferred [001]-oriented anatase
phase in TNTs with the (004) lattice plane perpendicular to
their axis. The variations in the relative intensity of the anatase
(004) and (101) peaks reflect variations in the orientation of
the TNTs relative to the Ti substrate.47

Fig. 1 shows top-view and cross-sectional scanning
electron microscopy (SEM) images of the pristine and NC
decorated TNTs. The TNTs have an ordered nano-morphology
https://www.sciencedirect.com/topics/materials-science/pore-
structure with an average tube diameter of ca. 60 nm, a wall
thickness of ca. 15 nm, or an inner diameter of ca. 30 nm, and
a tube length of ca. 2.5 µm (Fig. 1a). The metal decorated
samples present randomly distributed clusters (i.e. the small
bright dots in Fig. 1) on the top surface and the inner walls of
the TNTs. Although no apparent sign of cluster agglomeration
is observed, it cannot be excluded as the resolution of the SEM
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(0.8 nm @ 30 keV) is of the order of the size of the clusters.
Pure gold NCs appear brighter and slightly larger (Fig. 1b).

More information about the morphology, size, structure
and composition of alloy NCs is obtained by high-angle
annular dark-field (HAADF) scanning transmission electron
microscopy (STEM) studies. Fig. 2a presents an electron
microscopy image of the sample with a loading of 0.67 ML of
Au0.25Cu0.75 NCs deposited on a carbon TEM grid. The NCs are
uniformly dispersed and have an average diameter of 3.5 ±
0.5 nm. Energy dispersive X-ray (EDX) mapping of the
Au0.25Cu0.75 NCs shows that many clusters have an alloyed
surface (pale yellow) covered by a significant amount of pure
copper patches consisting likely of Cu oxide and a limited
amount of pure gold ones (Fig. 2b). EDX elemental mapping
over a larger area indicates that the composition of an ensem-
ble of deposited Au0.25Cu0.75 NCs is 22.7% Au and 77.3% Cu,
in line with the composition of the ablated alloy target (see the
ESI, Fig. S3†).48,49 We assume the same holds for the average
compositions of the other AuCu NCs based on our obser-
vations for NCs with different Au/Ag ratios that were produced
using the same cluster source.40,59

The slightly larger size distribution observed using TEM
compared to the mean diameters obtained by mass spec-
trometry in the gas-phase may be attributed to the above-men-
tioned less efficient detection of the larger mass clusters using
the microchannel plate detector of the mass spectrometer
(particularly for the used acceleration voltage <3 kV).50

Additionally, flattening of the clusters due to cluster–support
interaction after deposition and some cluster agglomeration
may also contribute to the larger observed sizes.

More information on the composition and the oxidation
states of gold and copper in the AuxCu1−x/TiO2 (x = 0.75, 0.50,
and 0.25) samples was obtained by X-Ray Photoelectron
Spectroscopy (XPS). The XPS survey spectrum (see the ESI,
Fig. S4†) shows that O, C, Ti, Au and Cu are present on the
surface of all samples. The O 1s contribution is representative
of the oxidation of the Cu phase, while the peak intensity of C
1s is relatively consistent for all the samples despite their
varying compositions. Au 4f7/2 and 4f5/2 contributions are
observed at binding energies of around 84 eV and 88 eV, while
the Au 4d5/2 and 4d3/2 core levels are located at around 334 eV
and 355 eV. Upon increasing the Cu concentration, a blue shift
of the Au 4d5/2 binding energy to 337.8 eV is observed both in
Au0.5Cu0.5 and Au0.25Cu0.75, while it is 335.8 eV in Au0.75Cu0.25
(Fig. 3a). The observation that the Au 4d5/2 binding energy in
Au0.75Cu0.25 is close to that of bulk gold hints at the presence
of pure gold in these NCs. The large blue shift found for
Au0.5Cu0.5 and Au0.25Cu0.75 implies the depletion of the Au
d-states, which is indicative of the formation of an alloy, as
reported for a variety of Au-based alloys, including AuCu.51–55

The detailed atomic structural arrangement in the
AuxCu1−x NCs was further characterized by X-ray absorption
spectroscopy, carried out at the Cu and Au edges before per-
forming the PEC studies. X-Ray Absorption Near Edge
Structure (XANES) spectra recorded at the Au L3-edge of the
alloy samples are presented in Fig. 3b.

Fig. 1 Top-view SEM images of (a) pristine TNTs with a cross-sectional
image in the inset and TNTs covered with 4 MLs of (b) Au, (c)
Au0.75Cu0.25, (d) Au0.5Cu0.5, (e) Au0.25Cu0.75, and (f ) Cu NCs. The NCs are
visible in the insets that zoom in on a 140 × 140 nm2 area.

Fig. 2 (a) HAADF-STEM image with the size distribution of NCs
obtained from image analysis and (b) EDX elemental mapping of Cu
(green) and Au (red) in the Au0.25Cu0.75 NCs.
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The XANES profiles of Au0.75Cu0.25 and Au0.5Cu0.5 are
similar to that of the Au foil reference, indicating that mostly
pure gold is present in these two alloy samples. On the other
hand, in Au0.25Cu0.75 one can see a sharp increase of the
absorption near the edge, which is called the white line inten-
sity and reflects for the Au L3-edge the unoccupied density of d
states above the Fermi level. This increase indicates a clear
charge loss from the Au d states, which is likely due to charge
transfer from Au to Cu, occurring upon the formation of an
AuCu alloy.56 Similar observations were made for AuAg nanoal-
loys produced in the same source.48 This is supported by the
observation of an increase of the Au 4d binding energy in the
XPS data. Unoccupied d states above the Fermi level in Cu, Ag,
and Au alloys are generally compensated by a gain of mainly
s–p charge from Cu.53,57,58 In Au0.5Cu0.5 a discrepancy is
observed between the XPS spectrum recorded a few days after
the synthesis, showing the formation of an alloy, and the
XANES spectrum recorded a few months later, pointing out an

Au rich phase. This could be due to the lower stability of the
Au0.5Cu0.5 NCs where Cu tends to segregate from the alloy in
the ambient. All alloy AuxCu1−x/TiO2 samples contain a signifi-
cant amount of copper oxide as shown by the systematic blue
shift of the Cu K-edge position, accompanied by the marked
increase in the white line intensity (Fig. 3c). Au0.5Cu0.5 con-
tains a large amount of CuO, while a complex mixture of
metallic Cu, Cu2O and CuO is found in Au0.75Cu0.25 and
Au0.25Cu0.75.

Extended X-ray Absorption Fine Structure (EXAFS) allows
for the precise detection of the alloyed structure in nano-
structured bimetallic AuCu systems.59,60 The Fourier transform
spectra of Au L3-edge k3-weighted EXAFS of Au0.75Cu0.25 and
Au0.5Cu0.5 are similar, while that of Au0.25Cu0.75 is distinct
(Fig. 4a). Detailed fitting of the Au L3-edge EXAFS data was
carried out with a 2-shell structure model based on Au–Au and
Au–Cu (see the ESI, Fig. S7 and Table S1†). No Au–O inter-
actions could be detected, indicating the fully metallic state of
Au in the clusters. Au–Au atomic bond distances sharply
decrease with increasing Cu content from 2.85 Å in gold-rich
Au0.75Cu0.25, over 2.84 Å in Au0.5Cu0.5, to 2.81 Å in copper-rich
Au0.25Cu0.75. The first two distances are similar to the con-
tracted distance of 2.85 Å (relative to the bulk value of 2.88 Å
(ref. 61 and 62)) measured in pure gold clusters,63 indicating
the presence of nearly pure gold phase in these materials in
line with the XANES analysis. The small Au–Cu contribution of
0.6 Cu with a bond distance of 2.64 Å in Au0.75Cu0.25 implies
the presence of a small fraction of a copper-rich alloy in this
sample. No Au–Cu contribution could be detected in
Au0.5Cu0.5, while in Au0.25Cu0.75 the Au–Cu contribution (5.5
Cu at 2.66 Å) is comparable to the Au–Au signal, indicative of
the formation of an ordered intermetallic face centered tetra-
gonal (fct) AuCu alloy. Also, this prediction is consistent with
the XANES profile in Fig. 3b.

Fourier transform spectra of Cu K-edge k3-weighted EXAFS
in Fig. 4b show distinct profiles for the different samples, but
they have a common peak below 2 Å indicative of the presence
of a significant fraction of oxides. EXAFS fitting results at the
copper edge of bimetallic AuCu and pure Cu clusters (see the
ESI, Fig. S8 and Table S2†) show that the first coordination
shell consists of 2.27 O at 1.93 Å in pure Cu, 1.8 O at 1.93 Å in
Au0.75Cu0.25, 2.9 O at 1.96 Å in Au0.5Cu0.5, and 1.93 O at 1.94 Å

Fig. 3 (a) XPS core level Au 4d spectra recorded for AuxCu1−x/TNTs (x =
0.75, 0.5, and 0.25). XANES spectra of (b) Au-L3 edge and (c) Cu K-edge.

Fig. 4 Phase-corrected Fourier-transform (a) Au L3-edge and (b) Cu
K-edge k3-weighted XAFS spectra of the AuCu NCs/TNT samples.
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in Au0.25Cu0.75. As Cu is four-fold coordinated to O at 1.96 Å in
CuO and two-fold coordinated at 1.85 Å in Cu2O, the fraction
of copper oxide in each sample, either CuO or Cu2O, can be
calculated using a simple combination of both coordination
numbers and bond distances. Fractions of ca. 15% (7% of
Cu2O and 8% of CuO), 36% of CuOx, 42% (13% of Cu2O and
29% of CuO), and 73% (40% of Cu2O and 33% of CuO) are
obtained for Au0.75Cu0.25, Au0.5Cu0.5, Au0.25Cu0.75, and Cu,
respectively. Cu–Au contributions of 1.9 Au at 2.63 Å and 4.56
Au at 2.63 Å could be respectively fitted in Au0.75Cu0.25 and
Au0.25Cu0.75 confirming the presence of AuCu alloys in these
materials. Cu–Cu contributions are 2.3 Cu at 2.57 Å (bulk
metal value is 2.56 Å), 1.5 Cu at 2.52 Å, 1.16 Cu at 2.53 Å and
1.37 Cu at 2.56 Å in Au0.75Cu0.25, Au0.5Cu0.5, and Au0.25Cu0.75
and pure Cu, respectively.

Based on the obtained bond lengths, coordination
numbers, and the fractions of copper oxide, structural models
for the different NCs could be proposed (see Fig. 5). All the Cu
containing samples present a significant fraction of copper
oxide at the outer shell resulting from the segregation and oxi-
dation of Cu at the surface of the NCs. Pure Cu clusters have
the highest fraction of oxides of ca. 73%, as Cu is prone to oxi-
dation under ambient conditions, while Au0.75Cu0.25 has the
highest metallic fraction (85%), surrounded by 15% of copper
oxide due to the protecting effect of gold. Au0.5Cu0.5 has ca.
50% of Au at the core covered by 14% of AuCu alloy and pure
metallic Cu followed by 36% of copper oxide. Interestingly in
Au0.25Cu0.75 ca. 50% of intermetallic Au0.5Cu0.5 alloy forms at
the core covered by 8% Cu metal and 42% copper oxide on the
surface. These results highlight the very distinct and complex
restructuring processes occurring in the initially alloyed
AuxCu1−x NCs as a function of time and composition when
they are exposed to ambient conditions. We generally observe
the formation of a copper oxide shell consisting of CuO
species at the surface and a Cu2O layer between the CuO and
the metallic core. The segregation of copper to the surface
results in the formation of a mostly pure Au core in the gold-
rich samples. However, the high stability of the AuCu interme-
tallic alloy combined with the thick Cu oxide passivation layer

stops Cu segregation in copper-rich nanoalloys when the 1 : 1
stoichiometry is reached. In Au0.5Cu0.5 the same AuCu inter-
metallic alloy is likely formed originally over the whole cluster
and remains stable in air for a few days as demonstrated using
XPS. However, for longer times the stability of the intermetallic
alloy is not sufficient to prevent segregation. Oxidation of
copper and destabilisation of the intermetallic structure by
departing from the 1 : 1 stoichiometry and full copper segre-
gation is observed after a few months. This detailed structural
characterisation highlights the very distinctive atomic arrange-
ment occurring in the bimetallic NCs as a function of their
composition leading to different surface and cores (pure
metal, random and/or ordered intermetallic alloys) that are
expected to significantly affect their stability and photo-
catalytic activity. Although Cu oxide is located at the surface of
the clusters, it does not form a complete layer but rather
grains on the surface of the metallic alloy as shown by the
EDX-STEM images of the Au0.25Cu0.75 clusters in Fig. 2. This
structural configuration likely results in the formation of a
dual structure with both phases accessible for the catalytic
reaction.

As photocatalysis is a complex process, involving plasmo-
nic, catalytic, and charge transfer and separation processes
between the TNTs and the nanoalloys, the nature and size of
the metallic core of the NCs as well as the nature of their
surface are expected to be important for the PEC activity and
stability.

2.2 Optical characterization

Fig. 6a presents the UV-Vis absorption spectra of pristine and
AuxCu1−x (x = 1, 0.75, 0.5, 0.25 and 0) NC-modified TNTs with
a 4 ML loading. All samples exhibit a photoresponse below
400 nm, which can be attributed to the intrinsic band gap of
TiO2. This indicates that surface modification of the TNTs
with NCs does not affect the inherent absorption of TiO2 in
the ultraviolet range. At wavelengths above 400 nm, the absorp-
tion significantly changes with the presence of NCs. All
cluster-modified samples have a higher absorption in the

Fig. 5 Schematic representation of the predicted NC cross-section as
implied from the XAFS data analysis.

Fig. 6 (a) UV-Vis absorbance spectra (300–750 nm) of pristine and
AuxCu1−x (x = 1, 0.75, 0.5, 0.25 and 0) cluster-modified TNTs with a
loading of 4 MLs. The absorbance spectra are baseline corrected but not
normalized. (b) Photoluminescence spectra after excitation of the elec-
trodes at 310 nm. The spectra are normalized for their corresponding
optical absorbance at 310 nm.
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visible range and the absorption maximum shifts to longer
wavelengths compared to bare TNTs. The LSPR intensity of Cu
NCs is damped, likely due to their oxidation in air to Cu2O
and CuO.64,65

Although the photoresponse of TiO2 is usually exclusively in
the ultraviolet region with wavelengths below 390 nm, the pure
TNTs studied in this work show a broad absorption band in
the visible range, be it less intense than the one after AuxCu1−x
NC deposition. This band can result from light scattering
caused by pores and cracks in the nanotubes and/or to oxygen
vacancies and Ti3+ states positioned below the TiO2 conduc-
tion band.66,67 Finally, the absorption in the visible range may
also stem from absorption in the underlying Ti metal related
to interband d–d transitions.68 However, incident photon-to-
electron conversion efficiency (IPCE) measurements show that
no significant photocurrent is generated when the pristine
TNTs are illuminated with purely visible light.69 Therefore, the
absorption above 500 nm in all the samples could arise not
only from the distinctive highly periodic porous structure of
TNTs, as previously reported70,71 but also from the LSPR of
NCs active in the visible range.

The photoluminescence (PL) spectra of AuxCu1−x (x = 1,
0.75, 0.5, 0.25 and 0) NC-decorated TNT samples, measured at
an excitation of 310 nm, are presented in Fig. 6b. Since the
radiative recombination of photogenerated carriers and holes
takes place close to the surface,72 PL spectra are sensitive to
molecular adsorption and chemical reactions at the surface of
the semiconductor. The PL intensity quantifies the recombina-
tion efficiency of photogenerated charges, which is one of the
most important limiting factors for photocatalytic efficiency.
The intense PL in the visible range observed for pristine TNTs
indicates a rapid recombination. All NC-modified samples
exhibited a much lower PL intensity than the bare TNTs,
which suggests a significant reduction of the electron–hole
recombination.68,73,74 The lowest PL emission is seen for pure
Au NCs on TNTs, followed by different alloys Au0.25Cu0.75 <
Au0.5Cu0.5 < Au0.75Cu0.25, while the pure Cu NCs reduce the PL
of the TNTs the least. When the NCs are deposited on TNTs,
migration of excited electrons from the semiconductor to the
metal occurs until the two Fermi levels are aligned and a
Schottky barrier forms at the AuxCu1−x/TNTs interface, which
serves as an efficient electron trap and prevents electron–hole
recombination.75 Those trapped electrons are available for
redox reactions.

2.3. Photoelectrochemical performance

The photoelectrochemical activity of the pristine and AuxCu1−x
(x = 1, 0.75, 0.5, 0.25 and 0) NC-modified TNT electrodes was
tested using a standard three electrode PEC cell in 0.5 M
Na2SO4 electrolyte (at pH 7.2) under AM 1.5G illumination
(100 mW cm−2). When the semiconductor’s Fermi level aligns
with the redox potential of the electrolyte solution in the PEC
cell, band bending takes place and an electric field is gener-
ated. This field facilitates the movement of photogenerated
charges towards the semiconductor-electrolyte interface. For

an n-type semiconductor photoanode, water can oxidize to
oxygen.

Linear sweep voltammetry (LSV) with the illuminated pris-
tine and AuxCu1−x NC-modified TNT electrodes (Fig. 7a)
shows, except for pure Au NCs, an increasing photocurrent
density with increasing applied potential. The photocurrent
density of the Au/TNTs increases up to 0.6 V versus the revers-
ible hydrogen electrode (RHE) and stabilizes above this value.
The pristine TNT electrode shows a linear trend up to 0.3
VRHE, followed by a plateau in photocurrent density until 1.2
VRHE, after which the current increases again. Under illumina-
tion TNTs and AuxCu1−x/TNTs electrodes can produce photo-
generated electron–hole pairs, whose holes oxidize the water
molecules at the anode and electrons reduce protons into
molecular hydrogen at the cathode. As summarized in Fig. 7c,
the photocurrent density at 1.23 VRHE is strongly enhanced by
the presence of the NCs. In particular, the photoanode with
Au0.25Cu0.75 NCs produces 244 µA cm−2 at 1.23 VRHE, which is
3.5 times higher than the corresponding value (68 µA cm−2)
for pristine TNTs. This Au0.25Cu0.75/TNT result is significantly
higher than the values reported (150 µA cm−2 and 64 µA cm−2)
in the literature for PEC applications using AuCu nano-
particles on TNTs.43,44 The photoresponse of the electrodes
under chopped illumination (switching the light source on
and off every 5 seconds) when performing LSV is presented in
Fig. 7b. It gives an indication of current under both light and
dark conditions exhibited by photoanodes. The current
density at a bias of 1.23 VRHE without light is also included in
Fig. 7c as a reference for the photocurrent. The dark current
probably arises from the electrocatalytic performance of Cu2O.
A detailed discussion of the electrocatalytic nature of Cu2O is
beyond the scope of this work.

Chronoamperometric measurements at 1.23 VRHE (Fig. 7d)
show a steady photocurrent for all electrodes and confirm the
photocurrent enhancement upon NC modification, particu-
larly with bimetallic AuxCu1−x NCs. The Au0.25Cu0.75 modified
TNT photoanode performs the best. It was found to be photo-
stable at 1.23 VRHE for at least 1 hour (see the ESI, Fig. S5†).
The small activity drop observed at the beginning of the
measurements can be related to the re-oxidation of a fraction
of copper in the first seconds (see the assessment of the poss-
ible current generated by the oxidation of copper in the ESI†),
because the photoanodes were reduced before PEC testing.
After a period of 90 days, this electrode retained 90% of its
initial activity confirming its resistance to ambient conditions.

The applied bias to photon conversion efficiency (ABPE), as
calculated using eqn (1) discussed in section 5.3 from values
obtained by LSV under illumination, is depicted in Fig. 8a and
b. The pristine TNTs electrode exhibits the lowest ABPE of
0.023% at 0.6 VRHE, while Au0.75Cu0.25/TNTs demonstrates a
maximum ABPE of 0.061% at 0.6 VRHE. The Au0.25Cu0.75/TNTs
sample which has the highest photocurrent at 1.23 VRHE,
shows a slightly lower ABPE of 0.044% at 0.6 VRHE.

The interfacial charge transfer efficiency of the photoelec-
trodes at their interface with the electrolyte was evaluated
using electrochemical impedance spectroscopy (EIS) measured
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Fig. 8 (a) ABPE plot of all electrodes; (b) ABPE values at 0.6 VRHE; (c) EIS spectra of pristine and AuCu1−x/TNT (x = 1, 0.75, 0.5, 0.25 and 0) electrodes
measured under AM 1.5G illumination; (d) Bode plot of pristine TNTs and Au0.25Cu0.75/TNTs, measured in 0.5 M Na2SO4 at pH 7.2.

Fig. 7 (a) LSV curve of the pristine and AuxCu1−x NC-modified TNT samples under AM 1.5G illumination; (b) LSV curve under chopped illumination;
(c) current density of the different photoanodes at 1.23 VRHE, without light and under illumination; and (d) chronoamperometry under chopped illu-
mination at 1.23 VRHE.
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in 0.5 M Na2SO4 electrolyte at pH 7.2 under AM 1.5G illumina-
tion. The Nyquist plot in Fig. 8c shows that Au0.25Cu0.75-modi-
fied TNTs exhibit the smallest circle arc followed successively
by Au0.5Cu0.5, Au0.75Cu0.25, Cu, and Au NC-modified TNTs,
while the pristine TNTs sample exhibits the largest arc. The
smaller arc radii in AuCu/TNTs electrodes indicate good elec-
trode–electrolyte interfacial charge transfer with lower charge
transfer resistance as compared with pristine TNTs.

The hole relaxation lifetime can be calculated through the
Bode phase analysis presented in Fig. 8d. An accelerated life-
time and a minimal hole diffusion length are key factors for a
rapid charge transfer process at the interface, resulting in an
improved water oxidation performance. Using eqn (2) the hole-
relaxation time for Au0.25Cu0.75/TNTs is 40 ms, which is sub-
stantially shorter than the corresponding lifetime of bare TNTs
of 160 ms. This results, using eqn (3), in a shorter hole
diffusion length for Au0.25Cu0.75/TNTs (0.45 mm) than in the
bare TNTs (0.91 mm). The dark current densities cannot be
ignored since all bimetallic AuCu/TNTs electrodes exhibit a
nonzero dark current as seen in LSV under chopped illumina-
tion (Fig. 7b and c), originating from the electrocatalytic per-
formance of AuCu in oxidative reactions.76–80 The total current
generated by the copper containing electrodes is a combi-
nation of electrocatalytic and photocatalytic reactions facilitat-
ing a synergistic interaction between the photons and electri-
city. This synergy contributes to achieving optimal PEC
performance.

3. Discussion

CBD technology enabled the production of NCs/TNTs with an
optimal 4 ML metal loading which allows the TNT photo-
catalyst to harvest sunlight effectively and generate more
charge carriers, while samples with higher loadings of 6 MLs
and 8 MLs exhibit a lower photocurrent density (see the ESI,
Fig. S6†). At those higher loadings, the direct exposure of the
TNTs to light gradually gets blocked. A similar loading depen-
dence was found in earlier work on photocatalytic stearic acid
degradation using titania nanoparticles decorated with pure
gold and alloy AuAg NCs.40,81

Electrodes modified with AuxCu1−x NCs present compo-
sition-dependent atomic arrangements that exhibit very dis-
tinctive PEC activity suggesting a direct composition-to-PEC
performance relationship. We cannot exclude that small differ-
ences in the NC sizes of the different AuxCu1−x NC modified
electrodes have an influence on the PEC activity as well, but we
expect this influence to be limited since the main contribution
of the NCs on the PEC activity is through their plasmonic
effect and the plasmonic properties of the NCs vary only
slightly with size in the range of a few nanometers.82

Monometallic Au and Cu cluster-modified electrodes exhibit a
relatively limited photocurrent enhancement compared to the
pristine TNTs. The 40% enhanced PEC activity of Au NCs/
TNTs compared to pristine TNTs likely originates from the
strong plasmonic properties of the metallic gold clusters, as

well as from their low charge carrier recombination, high-
lighted by the low PL emission intensity. This is supported by
the very low dark current of this electrode. The Au/TNT elec-
trode suffers, however, from high charge transfer resistance at
the electrode–electrolyte interface as observed by EIS measure-
ments that may limit the PEC activity enhancement. On the
other hand, Cu NCs, consisting of a small core of Cu metal
surrounded by Cu2O and CuO on the surface, feature a
remarkable 80% increase in PEC activity compared to pristine
TNTs at 1.23 VRHE. The small dark current of 13 µA cm−2 can
originate from the 2 eV band gap of the 33% Cu2O oxide layer,
while 89% of activity (108 µA cm−2) is triggered by light. The
improvement of the photogenerated charge carrier separation,
reflected in the limited attenuation of the PL, as well as its
poor stability, may limit the PEC performance of the monome-
tallic Cu/TNT electrode.

All bimetallic AuxCu1−x NCs/TNT electrodes deliver higher
photocurrent densities than the monometallic ones. Upon
alloying gold with copper, the current density increases by
68%, 91%, and 152% for x = 0.75, 0.5, and 0.25, respectively,
compared to that of Au NCs/TNTs. This composition-depen-
dent PEC activity, peaking at Au0.25Cu0.75, can be attributed to
a synergy between both metals,82–84 possibly in the form of Au-
CuO heterostructures observed by STEM-EDS at the surface of
the NPs that consist of two complementary active sites as high-
lighted previously during CO oxidation where CO adsorbed on
Au reacts with a contiguous labile CuO oxygen.77 This synergy
is further illustrated by the higher stability of the bimetallic
NCs especially Au0.25Cu0.75/TNTs and by the composition-
dependent quenching of PL, which is stronger due to the
higher copper content in the alloy.

Au-rich Au0.75Cu0.25/TNTs demonstrate the highest ABPE at
0.6 VRHE and show an increase in photocurrent of 68% at 1.23
6 VRHE compared to pure Au NCs. On the other hand,
Au0.75Cu0.25/TNTs show a higher recombination of charge car-
riers compared to its pure Au counterpart as observed by its
higher PL intensity but lower charge transfer resistance. It
exhibits current values of 65 µA cm−2 in the dark and 98 µA
cm−2 under light exposure (Fig. 7c) at 1.23 VRHE. As the struc-
tural arrangement of Au0.75Cu0.25 NCs consists of a large pure
gold or gold-rich metallic core (around 85%) surrounded by a
thin Cu2O/CuO layer at the surface, it features a higher
plasmon intensity than the other alloy electrodes. As
Au0.75Cu0.25 differs mostly from pure Au by the presence of a
thin CuOx layer, this copper oxide may be responsible for its
higher activity.

Au0.5Cu0.5/TNTs demonstrate a 25% increase in activity
compared to Au0.75Cu0.25 at 1.23 VRHE. On the other hand, it
shows lower recombination of charge carriers and charge
transfer resistances as observed by its lower PL intensity and
EIS, respectively. Au0.5Cu0.5 NCs consist of a pure gold/gold-
rich random alloy at the core (56%). They differ from
Au0.75Cu0.25 NCs by their smaller metallic core and thicker
CuOx (36%) surface layer. This structural arrangement is
expected to further reduce the plasmon intensity, while the
higher amount of copper oxide at the surface may be at the
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origin of its higher activity. The discrepancy between XPS and
XAFS measurements indicates that NCs with this composition
are unstable and their actual in situ structural arrangement
may thus be different from the one presented in Fig. 5.

Finally, copper-rich Au0.25Cu0.75/TNTs exhibit the highest
PEC activity of all tested electrodes. The main structural differ-
ence with Au0.5Cu0.5 lies in the presence of an intermetallic
Au0.5Cu0.5 alloyed structure with a small amount (58%) of pure
Cu metal in the core. As similar amounts of copper oxide are
positioned at the surface of the metallic cores in Au0.25Cu0.75
and Au0.5Cu0.5 NCs, the presence of an intermetallic alloy may
be at the origin of the activity increase of Au0.25Cu0.75/TNTs.

All bimetallic AuxCu1−x NCs have core/shell structures in the
ambient, resulting from the segregation and oxidation of copper
at the surface of the NCs. Similar core/shell structures have been
reported for AuCu nanoalloys under oxidative conditions.83,85

This phase segregation leads to the formation of surface CuOx

that boosts the CO oxidation catalytic activity,77–80,86 due to a
bifunctional mechanism where CO activation takes place on Au
atoms, while the O2 species are activated on Cu rich sites.10 A
similar mechanism is supported by the present study where we
find the significant activity of bimetallic NCs in the absence of
light (65 to 72 µA cm−2), as opposed to the negligible activity of
their monometallic counterparts. The segregation process
depends on the composition and structure of the AuCu alloys as
fcc-AuCu and fct-AuCu nanoparticles tend to transform into
different Au/CuO and AuCu/CuO core/shell structures, due to
distinct Cu diffusion properties, that in turn endow them with
distinct catalytic activities.77

The bimetallic AuxCu1−x NCs/TNTs electrodes all present
reduced recombination of charge carriers, as indicated by the
low PL intensity, implying the generated charge carriers are
efficiently separated by the NCs, which act as electron sinks.
They also demonstrate good interfacial charge transfer
efficiency as evidenced by the EIS results. Besides the photo-
physical activity of the Cu2O oxide layer at their surface, all bi-
metallic AuxCu1−x NCs feature a large plasmonic metallic core
accounting for 56 to 85% of the cluster atoms that will resonate
under visible light illumination. The resulting hot carriers have
longer relaxation times and mean free paths and thus become
efficient LSPR materials as shown in the literature.87,88 The dis-
tinct electronic properties of the fct-AuCu intermetallic alloys
may also contribute to the higher activity of Au0.25Cu0.75 as the
crystallographic ordering of atoms is indeed expected to signifi-
cantly affect the band structure of the NPs as this one depends
critically on the directional overlap of atomic orbitals.77

Intermetallic compounds show larger hot carrier generation,
originating mainly from direct interband and phonon-assisted
indirect electronic transitions.87 The resulting hot carriers are
energetically higher than those in their monometallic counter-
parts, which may explain the highest photoactivity of
Au0.25Cu0.75, featuring an intermetallic core. The improved
stability in time of the intermetallic structure in Au0.25Cu0.75
NCs that, unlike their Au0.5Cu0.5 counterparts, do not segregate
after a few days in the ambient as well as under reaction con-
ditions may also explain their higher activity. Hence, the

highest activity of Au0.25Cu0.75 results from a combination of
factors highlighting the complex and tunable structure–activity
relationship in these photocatalysts.

4. Conclusion

In summary, dispersed ligand-free AuxCu1−x (x = 1, 0.75, 0.5,
0.25 and 0) NCs were grown and deposited on TNTs by the
CBD method. It was observed that surface modification of
TNTs with AuxCu1−x NCs leads to enhanced PEC activity under
solar irradiation peaking for the Au0.25Cu0.75 NC composition,
which shows a four-fold enhancement in the photocurrent
compared to that of pristine TNTs. Reduced recombination of
charge carriers as indicated by the lowest PL intensity and the
highest interfacial charge transfer efficiency as evidenced by
impedance spectroscopy contribute to the superior perform-
ance of this electrode. The enhancement is attributed to a
synergy between Au and Cu in the NCs that upon segregation
produces bifunctional sites consisting of a metallic Au/AuCu
alloy and surface copper oxide, whose activity is boosted
mostly by the photophysical plasmonic response of the metal
under solar light illumination. The distinct fct-AuCu ordered
structure of the alloy, present in the most active Au0.25Cu0.75
NCs, may also contribute to the activity as it may improve the
NC stability and the photophysical and chemical catalytic per-
formance. Finally, this work highlights the potential of the
CBD technique that is used to produce ligand-free NCs of tune-
able size and composition with a high degree of purity and
high uniformity, and serves as an ideal technology to investi-
gate cluster properties and at the same time to design efficient
cluster-based photocatalysts for PEC water oxidation.

5. Experimental section
5.1. Preparation of AuCu NC modified samples

A one-step anodization process was used to convert metallic tita-
nium in a porous titanium oxide film with controllable pore
size and good uniformity.89 The Ti foil (1 mm thick, 1 × 1 cm2)
was first ultrasonically cleaned and rinsed with acetone,
ethanol, and distilled water, and then dried under N2 gas flow
for a few seconds and finally anodized for 2 h in an electrolyte
mixture containing 40 ml of ethylene glycol, 0.5 wt% of
ammonium fluoride, and 2 vol% water. Platinum foil (1 ×
1 cm2) was used as the cathode and a DC voltage of 30 V was
applied (Voltcraft PPS DC power supply). The grown TNTs were
cleaned with distilled water and dried under a N2 stream.
Subsequently, the samples were subjected to 2 h of heat treat-
ment at 450 °C, aiming to transform the amorphous regions of
the nanotube walls into the titania anatase phase.90,91 This step
reduces the presence of charge carrier recombination centers.
Next, the prepared TNT substrates were modified with AuCu
NCs with an equivalent atomic coverage of 4 MLs (Fig. 9).

The NCs are produced by pulsed laser (10 Hz, Nd:YAG
laser, INDI, Spectra-Physics) ablation of mono and bimetallic

Nanoscale Paper

This journal is © The Royal Society of Chemistry 2025 Nanoscale, 2025, 17, 833–845 | 841

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
N

ov
em

be
r 

20
24

. D
ow

nl
oa

de
d 

on
 2

02
5-

10
-1

7 
2:

32
:3

9 
A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4nr03219e


AuxCu1−x (x = 1, 0.75, 0.5, 0.25 and 0) plate targets (ACI Alloy,
purity 99.995%) and condensation in a helium atmosphere
(introduced through a pulsed valve with a backing pressure of
7 bar). Following expansion into a vacuum, a beam of clusters
is formed. The cluster size distribution can be tuned by adjust-
ing the laser energy density, the helium pressure, and the time
lag between the target ablation and the introduction of the He
carrier gas.48,92,93 The AuCu NCs are deposited on the TNT
supports by simply placing the supports perpendicular to the
molecular beam in a high vacuum deposition chamber (6.8 ×
10−8 h Pa). The deposition occurs under soft-landing con-
ditions, given a speed of the cluster beam of about 700 m s−1

(corresponding to a kinetic energy of 0.3 eV per atom).

5.2. Characterization

Different characterization techniques were used to investigate
the structural (X-ray diffraction, electron microscopy), optical
(UV-Vis and photoluminescence), and photoelectrochemical
properties of the TNTs modified with the AuxCu1−x NCs.

XRD was performed on all AuxCu1−x NC-modified TNT
samples using a Bruker D8 advance diffractometer equipped
with a LYNXEYE XE-T detector and Cu Kα source emitting radi-
ation of 1.54 Å. Measurements spanned a 2θ range of 10° to
90°, with a scan rate of 0.5 s per step. The diffractograms were
analyzed using Bruker’s DIFFRAC.EVA software, with phase
identification achieved by comparison with the ICDD database.

The surface morphology of the as-prepared samples was
characterized by SEM using an FEI Helios Nanolab G3 CX system
(acceleration voltage of 10 kV). The cluster size distributions
and compositions were analyzed by Transmission Electron
Microscopy (TEM) using an aberration corrected Thermo Fischer
Scientific Titan instrument. For the TEM studies, the AuxCu1−x
NCs were deposited on molybdenum grids. The TEM instrument
was used at an accelerating voltage of 120 kV. Particle size distri-
butions were obtained via ImageJ image analysis software.

Ultraviolet–Visible light absorbance spectra (UV-Vis) of
cluster decorated TNT samples were recorded in the
300–700 nm wavelength range using a double beam UV 2600
spectrophotometer (Shimadzu, Kyoto, Japan) equipped with
film holders attached to a BaSO4 coated integrating sphere of
60 mm diameter. Steady state photoluminescence (PL) spectra
were recorded at room temperature using a Shimadzu RF-6000
fluorescence spectrophotometer equipped with a 150 W xenon
lamp and at a resolution of 1 nm. All PL measurements were
performed at an excitation wavelength of 310 nm.

XPS measurements were performed at room temperature
using a laboratory setup equipped with Mg KαX-rays and an
Alpha 110 hemispherical analyzer.

XAFS experiments were performed at the LISA beamline
(BM08)94 of the European Synchrotron Radiation Facility
(ESRF, Grenoble, France), operating in the 7/8 multi bunch
mode with a current of 200 mA. Data were collected at the Au
L3-edge (E = 11 919 eV) and the Cu K-edge (E = 8979 eV) in
grazing incidence (incidence angle of ∼2° with the beam of
polarization perpendicular to the surface) and using the fluo-
rescence detection mode. The monochromator was equipped
with a pair of Si (111) crystals and run in dynamical focusing
mode. The harmonic rejection was carried out by a pair of Si
mirrors. The samples were measured in ambient conditions
up to a k = 12 Å−1 with typical acquisition times of 40 min.
Two spectra were generally averaged to improve the signal to
noise ratio. Background subtraction and normalization were
carried out by fitting (i) a linear polynomial to the pre-edge
region in order to remove instrumental background and (ii)
cubic splines simulating the absorption coefficient from an
isolated atom to the post-edge region. Phase shifts and back-
scattering factors were calculated ab initio using Hedin-
Lundqvist potentials.

5.3. Photoelectrochemical applications

The photoelectrochemical performance of the pristine and
AuCu alloy NC-modified TNTs was studied using a three-elec-
trode configuration in 0.5 M Na2SO4 at pH 7.21. The pristine
and NC modified electrodes (1 × 1 cm2), platinum foil and
aqueous silver/silver chloride (Ag/AgCl) electrodes were used
as working, counter, and reference electrodes, respectively.
The performance of each working electrode was evaluated
using LSV, chronoamperometry, and EIS. EIS spectra of the
prepared photoanodes were measured, in the dark and under
illumination, by applying an AC voltage amplitude of 10 mV at
open circuit potentials (OCPs) with a frequency ranging from
100 mHz to 100 kHz. All measured potentials were converted
to a reversible hydrogen electrode (RHE) scale using the
Nernst equation.

A Scisun-300 solar simulator from Sciencetech, equipped
with a xenon arc lamp and AM 1.5G filter, was used as a light
source. The intensity of the light source was adjusted to
100 mW cm−2 by changing the working distance and was
measured using an Avantes spectrophotometer. To check and
screen the PEC performance, the prepared electrodes were

Fig. 9 Schematic illustration showing the synthesis of TNTs from titanium foil and the subsequent deposition of AuxCu1−x NCs.
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tested in a single PEC cell and the electrodes were positioned
as close as possible to the front of the quartz window to mini-
mize the influence of light absorption by water.

The ABPE was calculated from the LSV data as follows:

ABPE ¼ JphðmA cm�2Þ � ð1:23� VÞðVÞ
PtotalðmWcm�2Þ ð1Þ

where Jph is the photocurrent obtained under the applied
potential V and Ptotal is the intensity of the light source. The
charge transfer at the interface between the electrode and the
electrolyte was studied through Bode phase analysis. The hole-
relaxation time or electron lifetime τ and the hole diffusion
length Ld are given by:

τ ¼ 1
2πfmax

ð2Þ

Ld ¼ ffiffiffiffiffiffi

Dτ
p ð3Þ

where fmax is the frequency corresponding to the maximum
phase in the range of 10 to 100 Hz and D is the hole diffusion
coefficient with a value of 5 × 10−2 cm2 s−1.95,96
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