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Fueled by renewable energy, the paradigm of “green hydrogen” production via water electrolysis stands as an
imperative pathway toward the evolution of novel energy frameworks. Proton exchange membrane water
electrolysis (PEMWE) emerges as a pivotal route for sustainable power generation, offering substantial
advantages. However, the quest to enhance the efficiency of proton exchange membrane water
electrolysis (PEMWE) encounters formidable obstacles, prominently centered on attaining a delicate
equilibrium between heightened activity and prolonged stability of oxygen evolution reaction (OER)
catalysts. The pursuit of OER electrocatalysts that epitomize efficiency, longevity, and cost-effectiveness
under high operating potential and corrosive acidic conditions assumes paramount importance in
propelling the frontiers of electrochemical water splitting. This review provides a comprehensive overview
of recent advancements in both noble and non-noble metal oxides utilized for acidic oxygen evolution

reaction (OER). It underscores the significance of analyzing the instability of catalysts based on the OER
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Accepted 11th June 2024 mechanism, while delving into effective strategies aimed at bolstering the activity and stability of IrO,,
RuO,, and transition metal (TM) oxide electrocatalysts. Finally, some insights are provided into the indirect
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1. Introduction

With the rapid development of the global economy, the growth of
energy demand has become the focus of global attention.'?
However, the limited reserves of fossil fuels, such as oil, coal and
natural gas, and the environmental problems caused by their
large-scale burning have become increasingly concerning.’?
Therefore, there is an urgent need for countries around the world
to find environmentally efficient green energy alternatives. In this
context, hydrogen energy as a resource-rich, high-energy density,
pollution-free green energy attracts much attention. Its wide
application is considered to be one of the most promising solu-
tions for energy conversion.®® With the development of science
and technology, hydrogen production by electrolysis of water, as
a sustainable energy mode of production, is receiving more and
more attention and research.®'**

To date, to realize the vision of green hydrogen production,
leveraging renewable energy sources such as wind, solar, and
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electrolyzes, along with perspectives on future research avenues and potential directions.

tidal energy to drive water electrolysis for hydrogen production
has been a promising approach.'®'” However, traditional alka-
line electrolysis has limitations in terms of its dynamic
response, especially when coupled with fluctuating renewable
energy sources. This can lead to reduced overall efficiency and
hinder the effective utilization of sustainable energy. Proton
Exchange Membrane Water Electrolysis (PEMWE) holds great
promise as a method for hydrogen production.'®?° It utilizes an
acidic solid polymer electrolyte membrane, which offers several
outstanding advantages over traditional electrolysis methods.
One key advantage is its high efficiency. The solid polymer
electrolyte membrane enables rapid proton transport, facili-
tating faster electrochemical reactions at the electrodes.” >
This results in improved energy efficiency and higher hydrogen
production rates compared to conventional alkaline electrol-
ysis. Additionally, PEMWE systems offer greater flexibility and
scalability. They can operate under a wide range of operating
conditions and can be easily scaled up or down to match varying
hydrogen production demands.?**® This makes them suitable
for applications ranging from small-scale distributed hydrogen
production to large industrial-scale operations. Furthermore,
PEMWE technology allows for better integration with renewable
energy sources. The rapid response time of PEMWE systems
makes them well-suited for coupling with intermittent renew-
able energy sources such as solar and wind power. This enables
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more efficient utilization of renewable energy and helps to
address the intermittency challenges associated with these
energy sources.>”>°

In recent years, significant strides have been made in the
development of effective metal oxide catalysts for acidic oxygen
evolution reaction (OER), with notable examples including
Ir0,,%** Ru0,,*®***3* and various other transition metal
oxides."**® However, a common challenge encountered by
most metal oxides is their susceptibility to metal dissolution in
acidic electrolytes, often leading to diminished stability.
Previous studies® have revealed an intriguing phenomenon:
while the most reactive oxides in acids (Au < Pt < Ir < Ru < Os)
exhibit high reactivity, they paradoxically tend to be the most
unstable materials (Au >> Pt > Ir > Ru > Os). This intricate
interplay between activity and stability is governed by the
properties of metal cations and the potential conversion of
stable metal cations with a valence state of n = +4 to unstable
metal cations with a valence state greater than +4. Therefore,
achieving the optimal anode material for proton exchange
membrane water electrolysis (PEMWE) necessitates striking
a delicate balance between stability and activity, ensuring that
the dissolution rate remains neither too fast nor too slow.***!

In this review, we comprehensively explore the latest devel-
opments in the fields of IrO, based catalysts, RuO, based
catalysts, and non-noble metal oxide catalysts related to acidic
oxygen evolution reaction (OER). We first introduced the
working mechanism of acidic OER, mainly discussing the
complex equilibrium dynamics between catalyst activity and
stability. Building upon this understanding, the recent
advancements in both noble and non-noble metal oxides as
anodic catalysts in acidic environments are comprehensively
reviewed. Finally, we analysed the indirect challenges faced by
existing anode catalysts in proton exchange membrane (PEM)
electrolysis cells and shared insights into future research
approaches and potential directions (as shown in Fig. 1).

2. Mainstream OER mechanisms in
acid

Understanding the oxygen evolution reaction (OER) mechanism
is paramount for guiding the rational design of efficient cata-
lysts. Currently, three main mechanisms are widely accepted for
acidic OER: the adsorbate evolution mechanism (AEM), lattice
oxygen evolution mechanism (LOM), and oxide pathway
mechanism (OPM). A comprehensive comprehension of these
mechanisms is instrumental in the development of superior
OER electrocatalysts.

2.1 Adsorbate evolution mechanism (AEM)

The adsorbate evolution mechanism (AEM) stands as the pre-
vailing traditional OER mechanism, encompassing multiple
intermediates and reaction steps. As illustrated in Fig. 2a and b,
* denotes a catalytic active site on a specific surface. Initially,
the water molecules bind to metal (M) active sites on the surface
through a single electron process, resulting in the formation of
*OH molecules at the M sites. Subsequently, the *OH molecule
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Fig. 1 Schematic diagram of the main content of acidic oxygen
evolution reaction in this review.

undergoes the first step of deprotonation, transitioning into the
*O molecule. Following this, the *O molecule combines with
a water molecule and undergoes a second oxidation step,
resulting in the formation of the intermediate *OOH species.
Eventually, *OOH undergoes a third dehydrogenation process,
liberating oxygen molecules and reverting the original M site to
its initial state.

The OER mechanism dominated by the AEM involves intri-
cate four-electron processes and iterations of intermediates
*OH, *O, and *OOH, contributing to overpotential. These steps
are intricately dependent on the binding energies involved.
According to Sabatier's principle, the ideal oxygen binding
energy should be moderate. Excessive binding energy can
hinder desorption, while insufficient binding energy leads to
inadequate activity. Typically, the step with the largest differ-
ence in binding energy is considered the rate-limiting step (RLS)
of the reaction. In the current OER, the key overpotential
primarily arises from the oxidation of *OH and the formation of
*OOH. Optimizing the binding strength of intermediates is
pivotal for enhancing OER catalyst performance. To this end,
a descriptor for the binding energy difference between *OH and
*OOH intermediates, denoted as AGop+~AGoomn+, proves valu-
able for evaluating catalyst performance and predicting OER
activity. Theoretical calculations play a crucial role in achieving
the optimal binding energy of oxygen intermediates in catalysts,
facilitating the precise design of efficient OER catalysts. For
instance, Yu et al.** investigated the binding energy of oxidation
intermediates under the interaction between Co doping and
cation vacancies using density functional theory calculations.
Their findings revealed a scaling relationship between the
energy of O* and OOH* provided by metal active sites,
expressed as Goop* = 1.08Gou+ *+ 2.97. Moreover, the over-
potential n was found to be related to AGo+-AGoy+, showing

This journal is © The Royal Society of Chemistry 2024
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Fig. 2 (a) Schematic diagram of the AEM pathway of the OER in acids. (b) The concrete path of the AEM. (c) Contour plot of theoretical
overpotential as a function of AGo«—AGep» and AGop=.42 Copyright 2023, Wiley-VCH. (d) DEMS measurements of 1°080 and °00 signals
from the reaction products for NiO in 1 M KOH.** Copyright 2024, Wiley-VCH.

a linear increase. This indicates that Co doping and cationic
vacancies can reduce the OER overpotential of NiFe OOH to
0.99 V and 0.82 V, respectively. The identification of AEM
pathways relies on monitoring key intermediates, for which
effective methods such as in situ Raman spectroscopy, in situ
XAS, and isotope-labeled mass spectrometry (DEMs) have been
widely employed in recent years. Yan et al.** labeled the original
NiO catalyst with O'® and obtained labeled NiO,g for the OER
electrode reaction. In the DEM results, NiO'® exhibited a signal
of 0,**> indicating that all the generated oxygen originated from
water molecules in the electrolyte. This confirmed that the OER
performance on the NiO surface is primarily governed by the
mechanism of adsorbate evolution.

Addressing the challenges associated with the adsorbate
evolution mechanism requires a thorough investigation into
the dynamic behavior of adsorbates on catalyst surfaces under
acidic electrolyzed water conditions. The complexity and
diversity of the reaction, influenced by protons and oxygen in
the solution, necessitate a deeper understanding and control of
this mechanism. Moreover, the surface structure and compo-
sition of catalysts further complicate the evolution of adsor-
bates. To overcome these challenges, efficient experimental and
theoretical methods must be developed to analyze and predict
the evolution process of adsorbates accurately.

2.2 Lattice oxygen evolution mechanism (LOM)

In the mechanism of lattice oxygen evolution (LOM) in acidic
electrolyzed water, oxygen atoms within the structure of oxide
catalysts, known as lattice oxygen, play a pivotal role in the water

This journal is © The Royal Society of Chemistry 2024

decomposition process. Interacting with water and protons in
solution on the catalyst surface, lattice oxygen becomes involved
in the oxygen evolution process. The activation of lattice oxygen
is achieved through the evolution of adsorbates, inducing the
saturation of active sites on the catalyst surface and facilitating
water decomposition. In the schematic diagram shown in
Fig. 3a and b, water molecules adsorbed on the metal active site
undergo dehydrogenation to form M-O* intermediates,
a process that is identical to the adsorption evolution mecha-
nism. Subsequently, *O can bind to oxygen atoms within the
lattice of the catalyst, leading to the release of oxygen and the
formation of abundant oxygen vacancies (Vo) in situ. These
vacancies are then replenished by water molecules, forming
*OH, which ultimately oxidizes dehydrogenation. In the lattice
oxygen evolution mechanism (LOM) pathway, the thermody-
namic barrier of the oxygen evolution reaction (OER) is dimin-
ished as the formation of the intermediate *OOH is
circumvented, and the plentiful oxygen atoms within the cata-
lyst lattice are efficiently utilized. Consequently, catalysts
dominated by the LOM pathway exhibit outstanding activity in
the OER process. However, the involvement of lattice oxygen in
the lattice oxygen evolution mechanism (LOM) may potentially
compromise the structural integrity of the crystal and hasten
the dissolution of the metal, thereby diminishing operational
stability. Consequently, research efforts focusing on the LOM
aim to effectively utilize oxygen vacancies while ensuring the
stability of the crystal structure. For instance, Sargent et al.**
precisely introduced strontium (Sr) and iridium (Ir) doping into
rutile-type RuO,, which modulates the electronic structure of
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(a) Schematic diagram of the LOM pathway of the OER in acids. (b) The concrete path of the LOM. (c) The electrochemical cell

configuration used in DEMS measurements. (d) DEMS signals of 320, (*°00) and **0, (**0*0) from the reaction products for *¥O-labeled
SrRulr catalysts in H,'80 aqueous sulfuric acid electrolyte and corresponding CV cycles.* Copyright 2021, American Chemical Society.

ruthenium (Ru) and optimizes the binding energy of the
oxidizing species at the high-valence Ru sites, thus partially
inhibiting the LOM. The optimized catalyst exhibits an over-
potential of 190 mV and maintains stability for more than 1500
hours (@10 mA cm™?). Xing et al.** optimized the lattice oxygen
evolution mechanism (LOM) by modifying the binding prop-
erties of Ru-O in the high entropy oxide (HEO) of ruthenium
(Ru) and enhancing the lattice disorder in the HEO.

Advancing the understanding of the lattice oxygen mecha-
nism is paramount for overcoming the challenges posed by the
stability of lattice oxygen in acidic electrolyzed water. The
dissociation and deactivation of lattice oxygen are exacerbated
by the harsh conditions of high temperature and high pressure
in acidic environments, further underscoring the complexity of
this mechanism. To address these challenges, it is imperative to
develop stable lattice oxygen structures, elucidate the active
sites involved in lattice oxygen reactions, and explore novel
reaction conditions. Leveraging advanced characterization
techniques and theoretical calculation methods can facilitate
in-depth studies of the active sites and reaction mechanisms of
lattice oxygen in acidic electrolyzed water. This knowledge can
offer valuable theoretical insights for the rational design of
catalysts with enhanced activity and stability.

2.3 Oxide path mechanism (OPM)

The recently proposed oxide pathway mechanism (OPM) offers
a promising explanation for the exceptional activity observed in
acidic OER catalysts, integrating aspects of both the adsorbate
evolution mechanism and the lattice oxygen mechanism.

18754 | J. Mater. Chem. A, 2024, 12, 18751-18773

Central to the OPM is the direct coupling of oxygen atoms (O-O)
at two adjacent metal active sites, following the adsorption and
deprotonation of water molecules. This mechanism circum-
vents the formation of *OOH intermediates and minimizes
damage to the catalyst lattice by avoiding the generation of
oxygen vacancies. The optimal metal atomic spacing enables
efficient oxygen release through direct coupling, making the
OPM an attractive mechanism for researchers seeking highly
efficient OER catalysts in recent years. In general, acidic OER
catalysts governed by the oxide pathway mechanism (OPM)
impose stricter demands on the geometric arrangement of
metal active sites. Symmetric bimetallic sites with precise
atomic distances are anticipated to facilitate the OPM. Mori
et al.*® delved into the OER characteristics of perovskite-type
oxides hinged on the covalent bond networks of Cu®* and Fe**
transition metal ions. Specifically, upon doping Fe** and Cu®*
into CaCuzFe,0,,, the Fe-O-Fe bond undergoes significant
bending, reducing the oxygen-oxygen distance to 2.6 A through
the highly bent Fe-O-Fe bond (140°), thereby directly fostering
the formation of the O-O bond and activating the OPM (see
Fig. 4d-f). Conversely, the straightforward SrFeO; (SFO) strug-
gles to engage directly with oxygen molecules due to its large
oxygen-oxygen distance (=3.9 A). In this scenario, Cu** and
Fe'* doping in CaCuzFe, O, circumvents one of the two
potential rate-determining steps in the OER process (ie.,
deprotonation of oxygen and hydroxide groups to form perox-
ides), resulting in heightened OER activity.

Hence, confining the metal active center within a covalent
network with symmetric atomic centers (e.g., a-MnO,) stands as

This journal is © The Royal Society of Chemistry 2024
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one of the effective strategies for designing efficient OER cata-
lysts via the OPM. Lee's team*® utilized a cation exchange
method, substituting Ru into MnO, crystals to form periodic
arrangements of Ru atomic chains. XAS and aberration-
corrected HAADF-STEM results showed a reduction in the
distance between Ru atoms in Ru/MnO, from the original 3.1 A
to 2.9 A, facilitating the coupling of O-O radicals. The signal of
the key intermediate *O-O* bond directly related to the OPM
was demonstrated in electrochemical in situ experiments.
Additionally, the authors recorded the changes in the ICP-OES
values of Ru and Mn in solution during the OER process. The
results indicate the dissolution-redeposition process of Ru,
albeit at the expense of Mn dissolution. However, due to in situ
self-reconfiguration, the intrinsic OER activity of Ru is more
than 600 times higher than that of commercial RuO,. These
findings unveil the possibility of triggering the OPM by
designing the geometry of the metal active site.

Overall, we have described three typical OER mechanisms in
acidic electrolytes: AEM, LOM, and OPM. In the AEM, various
oxygen reaction intermediates such as *OH, *O, and *OOH are
generated, with their binding energies following a scaling
relationship AGoon = AGon + 3.2 £ 0.2 €V, and a theoretical
limit of about 370 4= 100 mV. The LOM reduces the theoretical
overpotential needed for the OER by avoiding the formation of
*OOH intermediates, but it may damage the catalyst lattice
structure, posing challenges for long-term stability. New
mechanisms like the OPM have emerged in recent years, but
specific reaction steps require further research to clarify the

This journal is © The Royal Society of Chemistry 2024

intrinsic relationship between activity and stability. It is
important to note that these mechanisms are not mutually
exclusive, and many new OER mechanisms have evolved from
combinations or extensions of the AEM, LOM, and OPM. In
Peng's study,* the structure of Ru-doped Co;0, was finely tuned
at the atomic level, embedding Ru atoms in cation vacancies to
activate a proton donor-receptor function (PDAM) mechanism.
This optimized mechanism resulted in significantly lower
overpotential, with the Ru(ne~Co30, catalyst requiring only
198.5 mV overpotential at 10 mA cm > for the OER. In another
study by Xu et al,’® non-catalytic Zn>" was introduced into
CoOOH to alter the OER mechanism from the AEM to the LOM
by adjusting the local configuration. They proposed that the
OER via the LOM occurs only when two adjacent lattice oxygen
ions are oxidized and combined, and two adjacent lattice
oxygen vacancies are formed without breaking metal-oxygen
bonds. These findings demonstrate how precise control over the
catalyst composition and structure can dictate the underlying
OER mechanism, leading to enhanced catalytic performance.

3. Noble metal IrO, OER
electrocatalysts

In the current landscape, IrO,-based catalysts stand at the
pinnacle under acidic conditions, owing to their dual advan-
tages of high activity and stability. Strasser et al.** observed that
the OER activity in acidic solutions followed the trend of Ru > Ir
> Pt, yet only IrO, nanoparticles retained substantial OER

J. Mater. Chem. A, 2024, 12, 18751-18773 | 18755
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stability along with their high activity. Certainly, Ir-based cata-
lysts pose challenges due to their scarcity and cost. Moreover,
the OER properties of IrO, are influenced by various factors
such as particle size, crystallinity, and morphology, among
others. Typically, these factors are controlled through different
synthesis conditions or methods. To address these challenges,
several effective strategies have emerged this year to reduce Ir
loading while maintaining high catalytic performance. In this
section, we review three such strategies—morphology engi-
neering, perovskite-type oxides, and support effect—that
enhance the catalytic activity of IrO,-based catalysts.

3.1 Morphology engineering

Morphology engineering of catalysts entails adjusting the
morphology or surface structure to enhance their catalytic
performance. This approach allows control over the particle
size, shape, surface structure, and crystal structure, thereby
optimizing catalyst activity, selectivity, stability, and durability.
In recent years, many IrO, catalysts with specific morphologies
have been synthesized, such as nanoribbons,*"** nanowires,**>*
nanoparticles® and so on. Shen et al.*® utilized metal-organic
frameworks (MOFs) as a template to coat IrCo nanoparticles
onto high-density carbon nanotubes (IrCo@CNT/CC) through
a dicyandiamide-assisted pyrolysis strategy. The resulting
IrCo@CNT/CC composite was prepared with a very low Ir
loading (0.027 mg cm™>) and exhibited remarkable stability,
demonstrating continuous electrolysis in 0.5 M H,SO,

Ir-1r0,/C.
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electrolyte for 90 hours. Lee et al.”” synthesized ultrafine IrO,
nanowires with a diameter of 2 nm (Fig. 5c), exhibiting an
overpotential of 0.313 V at a current density of 10 mA cm ™. By
optimizing the synthesis conditions, the Ir loading was reduced,
resulting in a mass activity of 51.6 A g . The catalyst demon-
strated remarkable stability, operating continuously for 200
hours at a high current density of 2 A cm 2.

Furthermore, extensive studies have been conducted on two-
dimensional materials made of IrO,. Shao et al.*® reported the
synthesis of 1T-phase-IrO, nanosheets in strongly alkaline
media through a combination of mechanochemical and heat
treatment methods, as depicted in Fig. 5e. Atomic force
microscopy (AFM) analysis revealed that the thickness of the
ultra-thin IrO, nanosheets was in the range of 3-5 nm. Linear
sweep voltammetry (LSV) results (shown in Fig. 5f) indicated
that 1T-IrO, exhibited an ultralow overpotential of 197 mV (at 10
mA cm?), which was 100 mV lower than that of rutile-IrO,.
Further extended X-ray absorption fine structure (EXAFS) anal-
ysis suggested that the optimized 1T phase Ir active sites and
ultra-thin 2D structure were crucial for achieving high-
performance acidic OER catalysis. Zhao et al.*® synthesized
ultrathin Ir-IrO,/C nanosheets with ordered interlayer spaces
through a nano-self-assembly effect, as illustrated in Fig. 5g and
h. On these nanosheets, IrO, particles were well dispersed,
forming a state of Ir/IrO, coexistence. Due to the abundant pore
structure of Ir-IrO,/C and the electronic interaction between Ir
and IrO,, the prepared Ir-IrO,/C electrocatalysts exhibited the
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Fig. 5 (a) SEM image showing the uniform distribution of the IrO,NR. (b) A typical long IrO,NR with a length of 22.53 um.** Copyright 2023,
Springer Nature. (c) TEM image of IrO, nanoneedles. (d) Initial OER performance of IrO,.5” Copyright 2017, Wiley-VCH. (e) The SEM image of 1T-
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lowest overpotential (1) of 198 mV at 10 mA cm ™ for the OER in
acidic media. This report is of significant importance for the
application of two-dimensional materials in acidic OER. In
general, apart from nano-self-assembled materials, the
morphology of most materials relies on the carrier to prevent
sintering. Uniform nucleation points are formed on the carrier
with the help of other additives. The interaction between the
support and the catalytic metal will be discussed in a later
section.

3.2 Perovskite-type oxides

The dissolution of Ir*" cations and the uncontrolled crystalli-
zation of Ir*" cations are primary factors that affect the stability
of catalysts in acidic oxygen evolution reaction (OER). Recent
literature has proposed a strategy of incorporating IrO, into
frameworks such as perovskite. Perovskite-type oxides, denoted
as ABX;, typically feature cations like alkaline earth metals or
rare earth metals in the A site, while the B site commonly hosts
transition metals like Co, Cu, Ir, and Ru. The resulting octa-
hedral BOg units, formed with oxygen atoms, typically exhibit
robust stability and corrosion resistance, ensuring sustained
performance and longevity across various reaction environ-
ments. Hence, Ir-based perovskites have garnered significant
attention for acidic OER, where IrO, or RuOg octahedra serve as
the active sites. Using DFT calculations, Jaramillo et al®
discovered that under relevant experimental conditions, the
thermodynamic driving force for the formation of Sr** and
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rutile-type IrO, from each strontium (Sr) atom is 3.2 eV. The
formation of IrO, sites may be responsible for the high activity
of SrIrO;. The subsequent characterization after the reaction
further confirmed the dissolution of strontium and the in situ
formation of IrO,.

Moreover, the unique structure of perovskite-type iridium
oxides has also recently garnered widespread attention. Zou
et al® recently reported a honeycomb layered strontium
iridium salt (SrIr,O¢) and demonstrated its potential as an
efficient OER electrocatalyst with strong structural stability in
acids. In stark contrast to conventional iridium-based catalysts,
SrIr,0¢ distinguishes itself by upholding the crystalline integ-
rity of both its bulk and surface structures throughout the OER
process, thus sidestepping the formation of an amorphous
active phase. Among them, the short Sr-O bond and strong Sr-O
interaction are fundamental factors contributing to the excel-
lent structural stability of SrIr,O¢ (Fig. 6a). Impressively, SrIr,O¢
outperforms the benchmark catalyst IrO, by a factor of ten in
terms of efficiency, showcasing an exceedingly low total iridium
leaching rate of a mere 0.03% during extended open electrolytic
reduction tests, while maintaining catalytic activity for over 300
hours. Friedrich® et al. reported the development of an anode
catalyst utilizing Sr,CalrOg, boasting a loading density of merely
0.2 mg cm >, a striking ten-fold reduction compared to
commercially available catalyst-coated membranes (CCMs)
laden with iridium. In practical proton exchange membrane
water electrolysis (PEMWE) cells integrating this innovative
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(a) Sr—O bond length, the integrated —ICOHP values of the Sr—O bond, and the Bader charge analysis of Srlr,Og and Sr,IrO,4. (b) Schematic

showing the key factors controlling the structural stability of Srlr,Og and Sr,IrOy,. (c) Linear polarization curves for the OER of Srlr,Og, SrolrO4, and
IrO, at 1 mV s tina 0.1 M HClO, electrolyte, with the corresponding Tafel slopes in the inset.5* Copyright 2023, American Chemical Society. (d)

Crystal structure of a generic Ba;MIrOg DP. (e) OER activity in 0.1 M

HClO4 of BayMIrOg, compared with the benchmark activity of IrO,

nanoparticles; the dotted lines show Tafel slopes of 60 and 120 mV per decade.® Copyright 2016, Springer Nature. (f) OER catalytic mechanism
diagram of the Co doped SrlrOs catalyst. (g) Adsorbate evolution mechanism (AEM) diagram. (h) OER performance of the samples.®* Copyright

2024, Springer Nature.
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anode, exceptional performance was achieved, with a voltage of
1.78 V recorded at a current density of 2 A cm ™2, operating at 80
°C under ambient pressure conditions. Impressively, this
remarkable performance was sustained for over 1000 hours,
underscoring the catalyst's robust stability. Following this
extended operational period, the surface morphology under-
went a notable transformation, adopting a sponge-like structure
attributed to the rapid leaching of calcium and strontium.
Interestingly, this altered morphology featured small nanoscale
domains of Ir-O-H, attributed to the small amorphous region
of about 2 nm, believed to contribute significantly to the cata-
lyst's superior oxygen evolution reaction (OER) performance.
Koper et al** introduced a groundbreaking oxygen evolution
catalyst featuring iridium double-perovskite. Double perov-
skites (DPs) are compounds with the generic formula A,BB'Og,
with A denoting a large cation and B and B’ smaller cations
(Fig. 6d). A wide range of compounds can be prepared by
different combinations of A, B and B’ cations, which allows fine
tuning of DPs. Remarkably, this catalyst boasts a 32 wt%
reduction in iridium content compared to IrO,, yet demon-
strates over three-fold higher activity in acidic environments.
The 3D network of corner sharing octahedra is a necessary
prerequisite for enhancing the activity of Ir DPs and their
chemical stability under anode working conditions. Moreover,
this double-perovskite strategy holds promise for extension to
other noble metal oxide systems, such as ruthenium (Ru),
platinum (Pt), and beyond.

In addition to the dissolution of the A site, the evolution of
the B site also significantly influences the activity of IrO,, which
contributes to understanding the mechanism of acidic OER in
perovskite-type Ir oxides. Gao et al.*® elucidated the crucial role
of Co dissolution in acidic OER and the impact of surface and
bulk Co on IrO, sites. Using in situ experiments and DFT
calculations, it was revealed that Co initially dissolves on the
catalyst surface under acidic conditions, leading to decreased
stability of surface oxygen in SrIrO; and removal of some
bridging lattice oxygen, ultimately resulting in the formation of
a low-coordination IrO, structure. Subsequently, adsorbent
filling and the LOM reach a dynamic equilibrium, forming
a unique mechanism called lattice oxygen promoted acidic
evolution mechanism (LOPAEM) that is dominated by the
adsorbate evolution mechanism (AEM) and promoted by the
LOM.

All in all, limiting IrO, to perovskite structures can effectively
reduce the loading of traditional IrO,-based materials while
achieving high-quality activity. The high activity is mainly
attributed to the dissolution of the IrO, phase, typically
accompanied by the collapse of the perovskite structure. Thus,
ensuring the long-term stability of perovskite-type iridium
oxides remains a significant challenge. To address this, effective
characterization or computational methods are essential to
further understanding the catalyst deactivation mechanism.
Approaches such as combining Pourbaix plots with in situ data
can aid in comprehending the working mechanism of IrO, and
offer crucial insights for the design and synthesis of high-
performance perovskite-type iridium oxides.
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3.3 Support effect

Introducing a carrier into IrO, is an effective strategy for
reducing Ir loading, enhancing catalyst particle dispersion and
optimizing pore structure, thereby maximizing the specific
surface area of activity. Beyond offering a suitable surface and
mechanical strength, the carrier can optimize the microcrys-
talline concentration of the active component during prepara-
tion, thereby mitigating or preventing sintering and reducing
the active component content.** Additionally, the support can
foster strong metal-support interactions (SMSIs) with the active
component, such as electron interaction and spillover. These
interactions further contribute to enhancing catalytic perfor-
mance. Jian's group recently unveiled an innovative Ir-based
catalyst that capitalizes on metal-carrier interactions to
modulate the active species of IrO, in the oxygen evolution
reaction (OER). Their Au@MnO,-IrO, core-shell nanoparticles
(NPSs) were synthesized via a straightforward method, yielding
nanoparticles with a distinctive nanostructure featuring highly
dispersed IrO, clusters on an amorphous MnO, shell. With an
overpotential of 230 mV at 10 mA cm >, these nanoparticles
outperformed traditional Ir catalysts. In situ surface-enhanced
Raman spectroscopy (SERS) revealed the oxidation of Ir*" and
the adsorption of *O on IrO,, optimizing the electrocatalytic
capability of the catalyst. This suggests that pre-activation of the
Ir center facilitates superoxide formation. Furthermore, density
functional theory (DFT) calculations (as shown in Fig. 7b)
demonstrated that the MnO, substrate optimized the binding
energy of intermediates on IrO,, facilitating O-O coupling and
enhancing the OER rate. Xiong et al.®® reported on IrO, particles
loaded onto graphene, with morphometric characterization
revealing a high dispersion of IrO, particles on reduced gra-
phene oxide (rGO). The optimized IrO,@rGO-350 exhibited an
overpotential of 50 mV at a current density of 10 mA cm™>. The
rGO serves as a carrier, preventing the agglomeration of IrO,
nanoparticles and resulting in a high catalytic site surface area.
Additionally, the rGO support promotes electron transfer
between IrO, nanoparticles and itself.

Indeed, an acidic environment imposes limitations on the
use of traditional carbon-based supports due to their solubility
in acid. Consequently, inert carriers such as Nb,Os, TiO,,*>7°
Sn0,,”*”® and TaO,’* have garnered significant attention. These
supports remain stable under acidic conditions, providing
a robust support platform for catalysts without undergoing
dissolution or degradation. As a result, IrO, catalysts supported
on these inert supports exhibit enhanced stability and longevity,
making them ideal candidates for various electrochemical
applications in acidic media. Xing et al.*” conducted a compre-
hensive study using Nb,Os_, supported iridium (Ir/Nb,Os_,) as
a model catalyst, where they monitored the dynamic evolution
of the catalyst under operating conditions and uncovered the
robust interaction between the carrier and metal. In the Ir/
Nb,Os5_, system, oxygen migration from the carrier to the metal
Ir nanoparticles facilitated the formation of Ir-O coordination
structures. Additionally, excess Ir-O species could be re-
incorporated into Nb*" ions within the Nb,Os_, support. This
dynamic migration of interfacial oxygen enabled the prepared

This journal is © The Royal Society of Chemistry 2024
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Fig.7 (a) Schematic illustration of Au@MnO,—IrO, core—shell nanoparticle-enhanced Raman spectroscopy for an in situ electrochemical study.
(b) DFT-calculated Gibbs free energies of OER pathways on MnO,-IrO, and IrO,. (c) LSV polarization curves of Au@MnO,_IrO,, Aua@lr,
Au@MnO, NPs, and commercial IrO,.%¢ Copyright 2023, Royal Society of Chemistry. (d) Schematic structure of Ir/Nb,Os_,. (e) In situ Ir Ls-edge
XANES spectra of Ir/Nb,Os_, at different potentials. (f and g) Electrocatalytic performance of Ir/Nb,Os_,.5” Copyright 2022, Wiley-VCH. (h) The
illustration of oxygen diffusion in the ZrO,/TaO, interface. (i) Chronopotentiometry curve of the PEM electrolyzer with Ir—ZrTaO, as the anode
operated at 1 A cm™2 at 80 °C with a Nafion 117 membrane.s® Copyright 2023, Elsevier.

catalyst to effectively maintain the oxidation state of Ir-O even
at high potentials, thus ensuring the stability of IrO,. In prac-
tical performance tests, the catalyst achieved a remarkable
current density of 3 A cm™> at a potential of 1.839 V in proton
exchange membrane water electrolysis (PEMWE) cells and
demonstrated stability for over 2000 hours at a current density
of 2 A cm™? (Fig. 7d-g).

The continuous triggering of the lattice oxygen mechanism
(LOM) by the carrier/metal catalyst inevitably leads to the
destruction of the carrier's crystal structure. In addition to
selecting carriers with high acid insolubility, modifying the
carrier through composite formation is employed to enhance
the stability of the carrier. For instance, Zhang et al.®® discov-
ered that the formation of heterogeneous interfaces (Fig. 7h)
between ZrO, and TaO, in the support could potentially
construct an oxygen diffusion pathway, thereby enhancing the
stability. Leveraging this insight, they synthesized a supported
catalyst (Ir-ZrTaO,), exhibiting mass-specific activity two orders
of magnitude higher than conventional IrO,, capable of
sustaining electrolysis for 1000 hours under operating condi-
tions. In a PEMWE single cell, only 1/4 of the conventional Ir
dosage was required to operate for over 200 hours (Fig. 7i), with
a decay rate of only 4.7 uV h™. In situ Raman and XAS analyses
revealed that oxygen diffusion pathways between ZrO,/TaO,
interfaces protected the carriers from over-oxidation and
detrimental structural re-modelling, thus enhancing opera-
tional stability.

This journal is © The Royal Society of Chemistry 2024

At present, the exploration of supported IrO,-based catalysts
remains a forefront area of research, and understanding the
interaction between the carrier and metal is crucial for
designing OER-friendly IrO, catalysts. While attributing the
support-induced metal-support interaction (SMSI) effect solely
to electron interaction may be oversimplified, it poses an
important challenge to leverage existing characterization tech-
niques to comprehensively address the promotion of acidic
OER by support/metal interaction in IrO,-based catalysts.
Building upon current characterization levels involves employ-
ing advanced techniques such as in situ spectroscopy, X-ray
absorption spectroscopy’ (XAS), X-ray photoelectron spectros-
copy (XPS), and transmission electron microscopy (TEM) to
elucidate the structural and electronic changes occurring at the
support/metal interface during OER operation. Additionally,
computational methods like density functional theory (DFT)
calculations can provide valuable insights into the nature of
support/metal interactions and their influence on OER activity.
By integrating experimental and theoretical approaches,
researchers can gain a deeper understanding of the mecha-
nisms underlying the enhanced OER performance of supported
IrO, catalysts, paving the way for the rational design of more
efficient catalysts for acidic electrolysis applications.

Overall, although the oxygen evolution reaction (OER)
activity of IrO, is lower than that of RuO,, its excellent long-term
stability makes it more widely used in acidic OER catalysis. The
traditional AEM of IrO,-based catalysts has been reported in
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Table 1 Summary of IrO,-based catalysts and their catalytic performance in acidic OER
In a three-electrode system In a PEMWE

Catalyst N10 (MV) Stability Pathway Stability T (°C) Ref.
M-RulrFeCoNiO, 189 120 h @ 10 mA cm ™2 AEM 500h @ 1Acm™> 80 76
S1,C, 280 — AEM/LOM 10 h @ 200 mA cm ™2 85 63
Mnyg e5lt0.020, 100 48 h @ 100 mA cm™2 AEM — — 77
IrO,@TaB, 288 120 h @ 10 mA cm ™2 AEM 100h @1 Acm? 80 74
IrCo@CNT/CC 241 90 h @ 10 mA cm™? AEM — — 56
Srir,O¢ 303 300 h @ 10 mA cm ™2 AEM — — 61
Sr,CalrOg — — — 100h@1Acm™2 80 62
Ir/D-ATO 293 20 h @ 10 mA cm ™2 — 250h @ 1Acm ™2 80 72
M-RulrFeCoNiO, 190 120 h @ 10 mA cm ™2 AEM 500h @ 1Acm™> 80 76
Ir/Nb,O5_, 218 100 h @ 10 mA cm ™2 LOM 2000 h @ 2 A cm™2 80 67
1T-IrO, 197 50 h @ 50 mA cm — — — 58

a large amount of literature (Table 1); DFT simulations and in
situ characterization techniques have been employed to inves-
tigate this mechanism, highlighting the formation of OOH*
intermediates as the main limiting factor contributing to the
high overpotential of IrO2. Consequently, researchers have
explored various synthetic methods to reduce the iridium load
while preparing catalysts with high acidic OER activity and
thermal stability. Future research will be pivotal in balancing
the activity and stability of IrO, catalysts by investigating their
reaction mechanisms more thoroughly.

4. Noble metal RuO, OER
electrocatalysts

Compared to the expensive Ir-based systems, Ru possesses
abundant reserves and is regarded as a promising alternative
for OER catalysis due to its lower overpotential.">>*>>7%
However, the dissolution of Ru at elevated potentials due to
over-oxidation poses a significant challenge for the practical
application of RuO,-based catalysts.**”® Mayrhofer et al®
provided a comprehensive analysis of the dissolution behaviors
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(a) Schematic diagram of the structural evolution of RuO, under acidic conditions.®* Copyright 2024, Springer Nature. (b—d) Dissolution of

Ru, Ir, and Pt under steady-state galvanostatic conditions.®® Copyright 2014, Wiley-VCH. (e) Calculated Pourbaix diagrams of RuO,; the potentials
are referenced to the standard hydrogen electrode (SHE).#* (f) Ru®* and Ru** content ratios corresponding to the in situ Ru 3d XPS spectra

recorded at applied potentials ranging from 1.00 to 2.00 V vs. RHE.®®
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of Ru and other noble metals, as illustrated in Fig. 8a-d. It can
be observed that, relative to Ir and Pt, Ru displayed a higher
dissolution rate across all tested currents, underscoring the
metastable nature of Ru. The dissolution of RuO, in acid
primarily arises from the highly covalent nature of the Ru-O
bonds within the RuO, lattice, which triggers the lattice oxygen
mechanism (LOM). This mechanism results in the formation of
oxygen vacancies and the subsequent dissolution of RuO,
peroxide, as illustrated in Fig. 8.3**"* Ling et al.*® pointed out in
the calculated RuO, Pourbaix diagram (Fig. 8e) that RuO,
gradually dissolves to form the highly oxidized RuO," species
within the OER working range, a conclusion supported by in situ
XPS data (Fig. 8f). Thus, striking a delicate equilibrium between
the stability and activity of RuO, remains a formidable task. A
pivotal challenge lies in mitigating the dissolution of RuO, at
elevated potentials. In this section, we present a review of
several effective strategies to optimize the activity and stability
of RuO,, encompassing heterometallic doping, heterogeneous
structure engineering, and defect engineering (Table 2).

4.1 Heterometallic doping

In recent years, various strategies have emerged to enhance the
acidic OER performance of RuO, by doping hetero-metals (e.g:,
Mn,* Co,* Mo,” Pb,* etc.). These approaches have been
extensively documented, demonstrating that the stability and
activity of metal-RuO, hybrids surpass those of commercial
RuO, by enhancing the intrinsic electrochemical properties of
RuO, or optimizing active sites through electronic effects.”® A
common heterometallic doping strategy is to delay or prevent
the dissolution of RuO, at the expense of the added metal.****
This strategy usually combines RuO, with more corrosion-
resistant metals during the synthesis process and controls the
dispersion of RuO, to avoid direct contact with the electrolyte.
Sun et al.** introduced an innovative strategy by incorporating
insoluble high-valent Nb into RuO,, aiming to overcome the
stability constraints associated with conventional RuO,. In their
electrochemical evaluations (Fig. 9a-c), the synthesized
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Nby.1Ru, 40, displayed remarkably low overpotential (204 mV
@ 10 mA cm™?) and excellent stability, exhibiting an ultra-low
degradation rate (25 mV h™") during a 360-hour durability test
at 200 mA cm 2. In contrast, pure RuO, started to deteriorate
within the initial 5 hours during the durability test. Further
detailed characterization and theoretical calculations (Fig. 9d
and e) indicate that Nb doping not only lowers the OER over-
potential but also prevents the over-oxidation of Ru sites at high
current densities by stabilizing the lattice oxygen of RuO, and
modulating the electron density of Ru sites.

However, most of the doping strategies activate the lattice
oxygen mechanism (LOM) of RuO,, which inherently increases
the covalency of Ru-O bonds. As previously discussed, this
tendency poses challenges for the long-term stability of RuO,.
Therefore, it is imperative to stabilize the RuO, lattice bonds
both before and after the reaction while optimizing the reaction
pathway. Wang® reported a nickel-stabilized RuO, (Ni-RuO,)
catalyst exhibiting high activity and durability in acidic oxygen
evolution reaction (OER) for proton exchange membrane (PEM)
water electrolysis. The original RuO, demonstrated poor
stability in acid OER and degraded rapidly, whereas the RuO,
lattice was significantly stabilized by the addition of nickel,
extending its durability by more than an order of magnitude.
When utilized as the anode of a PEM water electrolyzer, the
prepared Ni-RuO, catalyst exhibited stability exceeding 1000
hours at a water decomposition current of 200 mA cm ™2, indi-
cating its potential for practical applications. Wei et al®
introduced a novel gap silicon doping strategy aimed at stabi-
lizing the RuO, lattice and inhibiting the direct involvement of
lattice oxygen in the acidic oxygen evolution reaction (OER)
process. The resulting Si-RuO, electrode exhibited remarkable
activity and stability in acid. As shown in Fig. 10a and b, the
overpotential of the catalyst at 10 mA cm > was 226 mV.
Moreover, after continuous oxygen evolution for up to 800
hours, the degradation rate of the catalyst does not exceed 52 uvV
per hour. Furthermore, metallized silicon demonstrates excel-
lent acid resistance and possesses a suitable ionic radius for

Table 2 Summary of RuO,-based catalysts and their catalytic performance in acidic OER

In a three-electrode system In a PEMWE
Catalyst N10 (MV) Stability Pathway Stability T (°C) Ref.
Ru/Ti, 05 150 500 h @ 10 mA cm > — 200 h @ 200 mA cm > 80 84
Mn-RuO,-450 168 150 h @ 10 mA cm ™2 — 150 h @ 50 mA cm ™2 60 85
Mn,Ru; _,0,/MnO,/CFs 161 600 h @ 10 mA cm™> — 24 h @ 500 mA cm™> 70 86
Ru0,-CeO, 180 1000 h @ 10 mA cm 2 AEM/OPM — — 87
RuO,/BNNS 180 350 h @ 10 mA cm™> AEM 200 h @ 200 mA cm ™ 80 88
Ru;PbO, 201 72 h @ 10 mA cm 2 — 300 h @ 100 mA cm 2 25 89
RuO,/Ag 690 (1,4) PEM 120 h @ 200 mA ecm™? — 100h@1Acm™> 90
SnRuO, 194 250 h @ 100 mA cm > AEM 1300h @ 1 A cm™? 50 91
Nby ;RUg 40, 204 360 h @ 200 mA cm ™ — 100 h @ 300 mA cm 2 80 92
(Ru-w)O, 170 300 h @ 10 mA cm ™2 AEM 500/300/50 h @ 0.1/0.5/1.0 A cm ™2 80 93
Ni-RuO, 214 200 h @ 10 mA cm ™2 AEM 1000 h @ 200 mA cm™? 25 94
SrRulr 190 1500 h @ 10 mA cm™? AEM 150h@1Acm? 80 44
W,2Er 1RUg ;0,5 168 500 h @ 10 mA cm™> AEM 120 h @ 100 mA em ™2 — 95
InRuO,/G 187 — — 350 h @ 100 mA cm ™2 — 96
Si-Ru0,-0.1 224 800 h @ 10 mA cm > AEM — — 81

This journal is © The Royal Society of Chemistry 2024
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(a and b) OER performance of the prepared Si—RuO, in acidic electrolyte. (c) Comparison of the number of leached Ru ions during the

OER process observed for Si—RuO,. (d) Normalized Ru K-edge XANES spectra of Si—-RuO,_g1 and com-RuO5. (e) Fourier-transform EXAFS
spectra of Si—RuO,_g 1 and com-RuO,. (f) Schematic diagram of the band structures of Si—-RuO, and RuO, based on Ru and O atoms on the (110)
plane. (g) Schematic diagram of the enhanced stability caused by interstitial Si doping.®* Copyright 2024, Springer Nature.
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insertion into the interstitial positions of the RuO, lattice.
Additionally, the bond dissociation energy of the Si-O bond
(798 kJ mol ') surpasses that of the Ru-O bond (481 kJ mol %),
effectively reducing the covalency of the Ru-O bond (Fig. 10d-f).
These strong Si-O bonds favor the inhibition of the lattice
oxygen mechanism (LOM) pathway and enhance the associative
elementary mechanism (AEM) pathway (Fig. 10g). The effective
doping strategy proposed in this study, which attenuates the
covalency of Ru-O bonds while preserving the quantity of Ru-O
structures, carries profound implications. It emphasizes the
necessity of evaluating the covalent characteristics of Ru-O
bonds and the precise delineation of oxygen evolution reaction
(OER) mechanisms as pivotal considerations in the design of
acidic OER catalysts. This highlights the need for more
sophisticated characterization methodologies like synchrotron
radiation, along with the adoption of online in situ techniques
such as in situ electrochemical mass spectrometry.

In addition to introducing insoluble doped metals to stabilize
the RuO, lattice and reduce the covalency of Ru-O, Hao et al.*®
reduced/avoided the dissolution of RuO, by decreasing the
formation energy (AG) of oxygen vacancies (Vo). They co-doped
tungsten (W) and erbium (Er) into RuO, to adjust its electronic
structure. The introduction of W and Er significantly increased
the formation energy of oxygen vacancies (Vo) compared to the
redox reaction of H,0/O,, which prevented the dissolution of Ru.
As a result, the overpotential of W and Er co-doped RuO, under
acidic conditions was reduced to 168 mV at 10 mA cm ™2, and it
remained stable for at least 500 hours without apparent decay
even at a high current density of 100 mA cm 2.

Additionally, heterometallic doping also benefits the asym-
metric structure of metal-O-Ru, thereby disrupting the tradi-
tional adsorption or lattice oxygen mechanism. For instance,
Wau et al.*® prepared In-RuO, catalysts (In-RuO,/G) on graphene
to enhance the oxidation of acidic water. By breaking the Ru-O-
Ru symmetry in conventional RuO,, the electronic microenvi-
ronment and the local RuO bond strength of the catalyst were
optimized, resulting in a significant improvement in acid OER
performance. The overpotential was reduced to 187 mV at 10
mA cm 2, and persistent stability reached 350 hours at 100 mA
cm 2. Further theoretical calculations revealed that the asym-
metric structure of Ru-O-In disrupts the thermodynamic
activity limit of the traditional adsorption evolution mechanism
and notably weakens the formation energy barrier of OOH*,
thus leading to a new rate-determining step for OH* adsorption.
Similarly, in the work of Peng et al.®* asymmetric Ru-O-W active
units were created around the interface of (Ru-W)O, hetero-
structures, inducing valence oscillations at the Ru site. This
cyclic transformation of the oxidation state of the active metals
promoted the continuous operation of the active sites. The
prepared catalyst demonstrated excellent stability for 300 hours
in acidic electrolyte and showed potential for practical appli-
cation in proton exchange membrane water electrolysis
(PEMWE), maintaining stability for 300 hours at 0.5 A ecm™>. In
summary, the heterometallic doping strategy effectively adjusts
the electronic structure of RuO,, stabilizes the crystal lattice,
reduces the covalency of Ru-O bonds, enhances the formation
energy of oxygen vacancies, and breaks the symmetry of Ru-O-
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Ru. These adjustments enable unconventional OER mecha-
nisms and reduce barriers, ultimately improving the OER
activity and stability of RuO,.

4.2 Heterogeneous structure engineering

Heterogeneous interface engineering represents a method to
tailor the properties of catalysts through precise manipulation
of the interface or interfacial structure. Within the structure of
heterojunction catalysts, the heterojunction interface not only
provides additional active sites to promote catalytic reactions
but also regulates the electronic structure of the catalyst, opti-
mizing adsorption energies and thereby adjusting catalytic
activity. Currently, researchers employ synthetic approaches to
design heterogeneous interfacial catalysts with tailored struc-
tures and compositions to achieve efficient OER electrocatalytic
activity in acidic environments. Additionally, theoretical simu-
lations and computational methods are widely utilized to
elucidate the mechanisms of heterogeneous interfaces and
provide guidance for the design of heterogeneous interface
catalysts. Liu et al'® synthesized a unique heterojunction
catalyst (Ru-MOF-400) by pyrolyzing a ruthenium metal-organic
framework (Ru-MOF) and introducing Cos;0, into the rutile
lattice of RuO, (Fig. 11a—c). In their electrochemical evaluation,
the catalyst exhibited an overpotential of 190 mV at a current
density of 10 mA cm > and a mass activity of 2557 pA gg, . The
formation of Ru-Co bonds, facilitated by the addition of Co to
the rutile lattice of RuO,, effectively inhibited the dissolution of
Ru. Furthermore, in situ electrochemical and density functional
theory studies revealed that the oxidation pathway of Ru-MOF-
400 involves asymmetric bi-active sites during acidic oxygen
evolution. This asymmetry is primarily mediated by the pres-
ence of Ru-Co bi-activity sites at the interface between Co30,
and CoRuO,. Xu et al.*** fabricated a RuO,/(Co, Mn);0, heter-
ostructure on carbon cloth, altering the electronic properties of
RuO, and generating electron-rich Ru species. In contrast to
commercial RuO, catalysts, RuO,/(Co, Mn);0, demonstrated
enhanced acidic OER activity (n = 270 mV, 10 mA cm ™ ?) and
long-term stability. Mu et al.'® adeptly engineered a layered
heterostructure of Ru/RuS,, exhibiting remarkable catalytic
activity for both the OER (201 mV @ 10 mA cm™>) and the HER
(45 mV @ 10 mA cm™?) in acidic media, facilitated by interface
charge redistribution and enhanced electron conduction
(Fig. 11d and e). This phenomenon serves to optimize the
adsorption of crucial intermediates on Ru atoms with surface
electron deficiency, thereby mitigating reaction barriers.
Indeed, beyond the electronic effect, the lattice effect of
a heterogeneous interface can induce lattice distortion or the
formation of new lattice structures, both of which can signifi-
cantly alter the surface activity of the catalyst. Lu et al.*” recently
constructed RuO,-CeO, heterojunction electrocatalysts using
a lattice matching strategy. At the interface of the Ru-O-Ce
heterostructure, a pathway for electron transfer between Ru and
Ce is established (Fig. 11h), inducing lattice stress and distort-
ing the local structure of RuO,. This resulted in a catalyst that
demonstrated remarkable stability, maintaining OER activity
for at least 1000 hours in 0.5 M H,SO, with negligible
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Fig. 11 (a) Operando synchrotron FTIR spectra were recorded in a cyclic potential range from 0.8 to 1.6 V versus RHE for Ru-MOF-400. (b) The
free energy diagrams of the OER process at Vgye = 0 V (via the AEM) for RuCoO,, Coz04, and RuCoO,/Cos04 (upper pattern) and the calculated
free energy diagrams of the OER process (via the OPM) for RuCoO, and RuCoO,/Coz04 (lower pattern). (c) LSV curves of Ru-MOF-400,
RuCoOy-Z, RuCoO,-B, RuO,, and Co304.2%° Copyright 2023, Wiley-VCH. (d and e) Charge density difference of a two-dimensional slice on the
RuS,—Ru model. (f) LSV curves with iR correction.**? Copyright 2021, Wiley-VCH. (g and h) Differential charge density analysis of RuO,—CeO;. (i
and j) OER performance in 0.5 M H,SO4.8” Copyright 2024, American Chemical Society.

degradation and an overpotential of merely 180 mV at 10 mA
em™? (Fig. 11i and j). In situ ATR-SEIRAS and DEMS analyses
revealed that both the interface and non-interface sites of
RuO,-CeO, underwent the oxide path mechanism (OPM) and
adsorbate evolution mechanism (AEM) during the OER. In
essence, the introduction of CeO, initially distorts the RuO,
lattice, facilitating the deprotonation of *OH at the Ru site,
thereby promoting stable *OOH adsorption. Consequently, the
energy barrier of the AEM reaction pathway is lowered. Addi-
tionally, the unique electronic structure at the interface further
promotes the direct coupling of hydrogen peroxide radicals in
the OER process. Overall, Ru-based heterointerfaces serve as
pivotal components in acidic electrolyzed water, substantially
enhancing the performance of the electrocatalytic oxygen
evolution reaction through diverse pathways such as compo-
nent effects, electronic effects, band modulation effects, and
lattice effects.

4.3 Defect engineering

Defect engineering, encompassing the doping of anionic and
cationic vacancies, stands as a potent strategy for enhancing the
properties of nanomaterials.’® Through the doping of foreign
atoms, the relative position between the center of the d-band
and the Fermi energy level can be finely adjusted,'**'

18764 | J Mater. Chem. A, 2024, 12, 18751-18773

consequently enabling the fine-tuning of adsorption energy and
efficiency for intermediates. Vacancy defects, such as oxygen
vacancies in oxides, serve to lower the energy band of O 2p and
Fermi levels (Fig. 12a and b). This action augments the
covalency of metal-oxygen bonds, thereby activating lattice
oxygen and amplifying the activity of the Oxygen Evolution
Reaction (OER). At present, the presence vacancies is mainly
proven by means of atomic-level characterization such as STEM.
Moreover, the correlation between vacancies and the active
mechanism is extensively explored through theoretical density
functional calculations, providing insights into their influence
on catalytic performance (Fig. 12¢ and d).

Firstly, metal vacancies have garnered widespread attention
and experienced rapid development in recent years, primarily
due to their unique electronic structure and high surface
activity density. The presence of metal vacancies typically
results in the formation of additional active sites on the catalyst
surface, thereby enhancing the adsorption and activation of
reactants. Furthermore, the change in the electronic structure
of the catalyst induced by metal vacancies, particularly the shift
in the position of the d-band center, can optimize the adsorp-
tion energy of reaction intermediates. The introduction of
a metal vacancy can alter the reaction pathway and mechanism
of the catalyst, thereby accelerating the chemical kinetics. Metal

This journal is © The Royal Society of Chemistry 2024
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vacancies can lower the energy barrier of the reaction, facili-
tating easier reaction processes. Although the incorporation of
metal vacancies can introduce structural defects, careful design
and optimization can significantly enhance the stability of the
catalyst. Overall, the role of metal vacancies in electrocatalysis is
profound, demonstrating substantial potential by modulating
the electronic structure, enhancing catalytic activity, promoting
chemical kinetics, and improving catalyst stability.

Li et al.*® employed a molten salt method to fabricate ultra-
thin RuO, nanosheets abundant in Ru vacancies, yielding
numerous multi-scale defects including dislocations and grain
boundaries. The presence of Ru vacancy phases on the surface
substantially diminishes the binding energy of O*, consequently
reducing the energy barrier for the conversion of O* to OOH* and
significantly enhancing the performance of acidic OER.
Remarkably, at a current density of 10 mA cmge(,’2 and 125 pg
cmgeo’2 loading, an exceptionally low overpotential of 199 mV
was achieved along with the demonstrated stability (Fig. 12e and
f). Similarly, Li et al'®” reported defect-rich amorphous/
crystalline RuO, porous particles, showcasing outstanding OER
performance under acidic conditions with a low overpotential of
165 mV at a current density of 10 mA cm ™2,

On the one hand, the presence of oxygen vacancies can activate
neighboring metal atoms, inducing high reactivity, by shifting the
density of states (DOS) closer to the Fermi level, thereby facilitating
electron transfer. On the other hand, electrons residing on the

This journal is © The Royal Society of Chemistry 2024

vacancies can be excited into the conduction band (CB), intro-
ducing fresh sites conducive to hydrogen adsorption within the
CB. Cho et al.*® introduced a novel modification to amorphous/
crystalline RuO, (a/c-RuO,) by incorporating oxygen-enriched
vacancy sodium. Through DFT calculations, they demonstrated
that the introduction of oxygen vacancies leads to an increased
separation between the d-band center of RuO, and the Fermi
energy level. This effect weakens the chemical bond between
oxygen intermediates and the RuO, surface, consequently
enhancing both the activity and stability of RuO, in electrocatalytic
applications. Li et al'® devised a novel oxygen-enriched RuO,
nanoparticle-carbon coupled hybrid aerogel (Vo-RuO,@CA),
demonstrating that oxygen vacancies (Vo) can notably diminish
the binding energy of O* relative to OOH*, thereby enhancing the
oxidation activity and anti-peroxidation capability of RuO, in
natural water. Notably, the representative Vo-RuO,@CA achieved
an ultra-low overpotential of 207 mV under acidic water oxidation
conditions at 10 mA cm . Additionally, the emergence of metal-
induced oxygen vacancies has garnered significant attention. For
instance, Qi et al™ devised a distinctive array of Mo-doped
ruthenium-cobalt oxide (Mo-RuCoO,) nanoplates. During
surface reconstruction in the oxygen evolution reaction (OER),
these nanoplates generate oxygen vacancies, optimizing the
adsorption energy of hydrogen/oxygen intermediates. As a result,
the kinetics of both the hydrogen evolution reaction (HER) and
OER in acidic conditions are greatly accelerated.
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While vacancy engineering has showcased remarkable
activity in electrocatalysis, the unsaturated coordination and
heightened reactivity of the defective catalyst make it unable to
withstand prolonged continuous operation under harsh elec-
trolytic conditions.>® Consequently, the catalyst is prone to
restructuring during the reaction. In situ characterization
becomes imperative to monitor the catalyst's state under oper-
ational conditions, necessitating techniques such as in situ
Raman spectroscopy, in situ infrared spectroscopy, in situ XPS,
and in situ synchrotron radiation. Moreover, structural evolu-
tion may lead to mechanistic shifts, warranting further char-
acterization, such as in situ electrochemical mass spectrometry,
and computational methods to elucidate the mechanism of the
defective catalyst. This aids in gaining a deeper understanding
of the relationship between defects and activity and stability.

In conclusion, the dominant AEM restricts the further
enhancement of RuO, catalytic activity. At the same time, the
traditional LOM related to lattice oxygen, although helpful to
enhance the catalytic activity, initiated the structural variation
and dissolution of RuO,, which significantly reduced its long-
term stability. It is necessary to carry out the effective coordina-
tion and management between the AEM and LOM mechanisms,
therefore balance the activity and stability of RuO, electro-
catalysts. This optimization not only helps to improve the
application of RuO, in acidic electrolyzed water, but also provides
an important design idea and method for developing new effi-
cient and stable electrocatalysts.

5. Non-noble metal-oxide OER
electrocatalysts

Previous studies have elucidated the irreplaceable status of
noble metal oxide catalysts in the case of acidic OER;" however
non-precious metals, because of their low price and abundant
availability on Earth, can align well with the concept of green
water electrolysis. Consequently, there has been a surge in
research focused on the development of novel non-noble metal-
based catalysts capable of efficiently catalyzing the electrolysis
of water under acidic conditions. The acid-stable periodic table,
as proposed by Norskov et al.'** serves as a valuable roadmap for
identifying potential non-noble metal catalysts capable of
showing both stability and activity in acidic OER. Within this
framework, particular attention is given to spinel Co;0, and
Mn-based oxides as promising candidates for acidic OER. These
materials have garnered significant interest due to their
inherent stability in acidic environments and their demon-
strated catalytic activity for oxygen evolution. In the following
section, we will delve into the specific characteristics and
performance of spinel Co;0, and Mn-based oxides as electro-
catalysts for acidic OER, shedding light on their potential role in
catalytic OER performance in acidic electrolyte.

5.1 Co-oxide catalysts

Researchers are drawn to spinel Co;O4-based OER electro-
catalysts due to their distinctive electronic structure and
remarkable resistance to corrosion. Within the spinel Coz;0,
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lattice, cobalt ions predominantly occupy tetrahedral positions
in the Co(u) oxidation state, while octahedral positions are
predominantly occupied by Co(m) ions. It is generally accepted
that these Co(m) ions in the octahedral positions serve as active
sites driving the oxygen evolution reaction in acidic environ-
ments. Consequently, considerable research effort has been
devoted to modifying these octahedral sites, including strate-
gies such as heteroatomic substitution and the regulation of the
coordination environment surrounding the octahedral cobalt
ions. These approaches aim to enhance the catalytic activity and
stability of spinel Co;O,4-based catalysts for acidic OER. Liu
et al." introduced a novel spinel-type Co;0, co-doped with
lanthanum (La) and manganese (Mn), denoted as LMCF. In this
material, La-doped Co;0, contributed to stabilizing the corro-
sion resistance across multiple facets of Co;0,, while Mn’" ions
replaced Co®" sites within the octahedral structure, resulting in
a mean oxidation state of cobalt less than 2.67. This substitu-
tion induced the formation of defect states occupying two
distinct regions within the intermediate band gap. Conse-
quently, LMCF exhibited an overpotential of 353 £+ 30 mV at 10
mA cm > and demonstrated stability for 300 hours under
operating conditions at 10 mA cm 2. This innovative approach
offers promising prospects for advancing the performance and
durability of spinel Coz;O,-based electrocatalysts for acidic
oxygen evolution reaction. Liang et al.'** devised a method to
enhance the acidic oxygen evolution reaction (OER) activity and
stability of Co;0, spinel by strategically doping atomic ruthe-
nium (Ru) onto octahedral cobalt (Co) sites. This selective
doping resulted in highly symmetric octahedral Ru-O-Co
synergistic coordination and strong electron coupling effects,
facilitating a direct oxygen free radical coupling OER pathway.
Moreover, they observed electron transfer behaviour on the
tetrahedral site of the Co atom, thus inhibiting the excessive
oxidation and dissolution of active Ru and Co species and
enhancing catalyst stability. With a low Ru loading, the catalyst
achieved an overpotential of 200 mV at 10 mA cm 2 and
exhibited a potential decay rate not exceeding 0.45 mV h™". This
innovative approach offers promising avenues for improving
the performance and durability of Co;04-based spinel catalysts
in acidic OER applications.

In addition to noble metal doping, the incorporation of non-
noble metals into Co;0, has emerged as a promising avenue.
Lou et al."** explored the introduction of 13 different metals as
isolated metal sites within ultrathin Co;O0, nanosheets. Their
investigation revealed that Fe-doped Co3;0, significantly
enhanced the electrocatalytic activity for the oxygen evolution
reaction (OER). Leveraging their advantageous structure and
composition, the Fe-doped Co;0, laminated nanosheets
demonstrated remarkable electrocatalytic performance in the
OER. At an overpotential of 262 mV at 10 mA cm >, these
nanosheets exhibited excellent stability even under high current
density conditions of 100 mA cm™?, maintaining their perfor-
mance for 50 hours.

The addition of Mn into the spinel lattice of CozO, repre-
sents a significant advancement in improving the stability of
non-noble metal-based OER catalysts under acidic conditions.
Xiao et al.'s work'® demonstrated a remarkable increase in the

This journal is © The Royal Society of Chemistry 2024
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catalyst's lifetime, extending from just a few hours to hundreds
or even thousands of hours. Theoretical calculations revealed
that the stability of the Mn-O bond played a crucial role in
preventing the dissolution of lattice oxygen, thereby enhancing
the catalyst's stability. This breakthrough represents a prom-
ising development in the field of Co;O4-based OER catalysts,
showing their potential for practical applications in acidic
electrolysis systems. By addressing the stability limitations at
high current densities, this research opens up new possibilities
for the design of robust and efficient non-noble metal-based
catalysts for water electrolysis. Zhai et al.'*® applied a coating
of Mn-doped Co3;0, with N (Mn-CO;0,@CN) layers. Through in
situ isotopic labeling spectroscopy and electron localization
function (ELF) evaluation, they unveiled the presence of
hydrogen bond interactions between CN units and H,O mole-
cules, forming a continuous hydrogen bond network at the
catalyst-electrolyte interface (Fig. 13h and i). Additionally,
strong charge regulation between Mn/CN and Co sites was
observed to reduce the OER barrier. The results demonstrated
that the Co;04-based electrode exhibited a low overpotential of
395 mV (at 10 mA cm ™ ?) in acidic media, surpassing the activity
of RuO, even at high current densities (100 mA cm > @ ~538
mvV). In addition, the acidic OER properties of Co;04-based
catalysts in recent years are listed in Table 3.

This journal is © The Royal Society of Chemistry 2024

5.2 Mn-oxide catalysts

The stability of MnO,, particularly y-MnO,, was demonstrated
in a previous study where it underwent electrolysis at a pH of 2
for 8000 hours without showing any signs of deactivation.'*
Despite this remarkable stability, the development of Mn-based
oxides faces challenges primarily due to their high over-
potential.”*® Kumta et al*** first reported the F-doping of
Cu, sMn; 50, with a method of combining theory with experi-
ment. They conducted first-principles calculations to determine
the total energy and electronic structure of the Cuy sMn; 50,
electrocatalyst system, leading to the identification of the
appropriate composition. The system exhibited outstanding
oxygen evolution reaction (OER) activity on par with IrO,,
coupled with remarkable long-term stability validated through
6000 cycles in acidic media, thus confirming the theoretical
predictions. Stephens' et al. introduced a novel approach to
enhance the catalytic performance of manganese dioxide
(MnO,) under acidic conditions by modifying disparate sites on
its surface with stable TiO,. The theoretical prediction sug-
gesting that titanium can stabilize MnO,-based catalysts under
oxygen evolution reaction (OER) conditions was validated
experimentally. This finding offers valuable insights for the
utilization of MnO,-based materials in proton exchange
membrane water electrolysis (PEMWE) applications.
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Table 3 Summary of non-noble metal oxide catalysts and their catalytic performance in acidic OER
In a three-electrode system In a PEMWE

Catalyst N10 (MV) Stability Pathway Stability T (°C) Ref.
Mn-Co3;0,@CN 395 — — 50 h @ 200 mA cm ™2 80 116
RuCoO, 200 100 h @ 10 mA cm 2 DOM 10 h @ 100 mA cm 2 85 113
Co;_,Ba,0, 278 110 h @ 10 mA cm > OPM — — 118
C0S4/C030, 275 40 h @ 10 mA cm™> OPM 50 h @ 50 mA cm™? 80 119
Ir-Co50, 236 30 h @ 10 mA cm™? - - - 120
C0;0,@C/GPO 360 40 h @ 10 mA cm™? — — — 121
Co,MnO, — 1600 h @ 200 mA cm ™ LOM — — 115
Y-MnO, 428 8000 h @ 10 mA cm 2 — 400 h @ 10 mA cm 2 25 122
LiMnP,0, 680 — — — — 123

Certainly, as with all transition metal oxides in acidic envi-
ronments, catalysts featuring MnO, as the anode unavoidably
confront dissolution in acidic electrolytes. Previous
studies™*'**'” have suggested that the higher overpotential
observed for MnO, catalysts could be attributed to the insta-
bility arising from charge disproportionation caused by Mn**
intermediates. Recently, several effective strategies have been
proposed to mitigate the dissolution of Mn under acidic
conditions.

For instance, Nakamura'*® investigated the oxygen evolution
reaction (OER) of rutile-type MnO, with (101) and (110) crystal
faces. Through in situ monitoring of Mn*" intermediates,
a linear relationship between the quantity and activity of Mn**
intermediates was revealed. It was found that the presence of
Mn*" intermediates could enhance stability, a characteristic
determined by the surface electronic structure of MnO,. While
much of the development of MnO, catalysts still occurs at low
current densities, recent work by Xiao et al.** achieved
a remarkable improvement in stability. By increasing the
proportion of planar oxygen in the MnO, lattice, they enhanced
stability by 40 times. Additionally, they achieved a current
density of 2 amperes at 2 volts, with catalytic activity compa-
rable to that of iridium. Overall, research on MnO,-based acidic
OER catalysts remains in its nascent stages. One pressing issue
to address is the alteration of MnO, valence states at high
potentials, which can result in instability in MnO, performance.
Additionally, the intrinsic activity of MnO, requires further
enhancement through strategies such as doping, introducing
defects, and inducing strain, among others. The rational utili-
zation of Pourbaix diagrams and other theoretical verification
methods can offer guidance for screening non-noble metal
elements stable in acids.

Overall, the high activity and stability of noble metal-based
catalysts in acidic oxygen evolution reaction (OER) currently
make them the most effective choice. However, their high cost
and scarcity limit their large-scale application. Non-noble
metal-based catalysts have significant potential for application
due to their low cost and abundant resources, but their activity
and stability require further enhancement. Future research
should prioritize improving the performance of non-noble
metal-based catalysts through nanostructure design, doping,
and alloying, and developing new catalytic materials that

18768 | J. Mater. Chem. A, 2024, 12, 18751-18773

balance high efficiency and cost control. These efforts are
essential to achieving comprehensive advances in acid water
electrolysis technology.

6. Conclusion and prospects

In summary, we systematically considered the origins and
strategies to address the stability challenges encountered in
acidic OER. It provides a comprehensive review of the research
progress pertaining to noble metal oxide-based catalysts such as
IrO, and RuO,, as well as non-noble metal oxides, for acidic
OER. In acidic environments, OER catalysts are initially con-
fronted with the issues of oxidation or even dissolution at high
potentials, leading to diminished catalytic activity and stability.
As a result, IrO,-based catalysts have garnered significant
attention in the PEMWE industry and have found practical
applications. However, the high cost of Ir necessitates further
exploration into achieving low loading while maintaining high
activity and stability in IrO,-based catalysts. Ru-based catalysts,
particularly RuO,, are recognized as among the most active
electrocatalysts for anodic oxygen evolution reaction (OER) in
water electrolysis. However, the thermodynamic instability of
RuO, throughout the pH range during the OER has been well-
documented. Extensive theoretical and experimental investiga-
tions have revealed that the OER process involves the transition
from stable Ru** to unstable Ru™" (n > 4), leading to gradual
catalyst dissolution and deactivation. Hence, to enhance the
stability and activity of ruthenium-based catalysts, novel strat-
egies are imperative. Current research efforts on RuO,-based
catalysts predominantly concentrate on enhancing their
stability, necessitating meticulous exploration of their material
structure and mechanisms. Despite these challenges, RuO, has
demonstrated practical applications across various industries.
Under acidic conditions, the oxidation of most transition
metals (TMs) at high potentials poses a challenge, leading to
reduced catalytic activity and stability. However, a select few
TMs, such as Co and Mn, have exhibited notable activity against
acidic OER. However, their stability and activity still require
a lot of development.

The advancement of earth-abundant OER catalysts with high
activity and stability in acidic environments remains a formi-
dable challenge. Progress in this direction requires a deeper

This journal is © The Royal Society of Chemistry 2024
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comprehension of these catalysts' operational states and the
characteristics of their active sites to enable precise control and
adjustment of their properties. The integration of theoretical
insights, computational modelling, and sophisticated in situ/
operational characterization techniques will be instrumental in
addressing these pivotal challenges. From the foregoing
discussion, several key points emerge. Firstly, regarding IrO,-
based catalysts, current research focuses on achieving low
loading, high stability, and intrinsic activity. Strategies such as
leveraging the structure effect, support effect, interface effect,
defect effect, and molecular self-assembly effect show promise
in enhancing the stability of IrO, catalysts. Secondly, a signifi-
cant challenge lies in reducing the dissolution rate of RuO, at
high potential. Effective approaches such as incorporating
sacrificial components have been widely explored. Additionally,
RuO,-based catalysts are emerging as the preferred alternative
to Ir-based catalysts. Furthermore, research on non-noble metal
acidic OER catalysts is still in its nascent stages. While practical
application remains challenging at present, the field holds
considerable potential for development. Lastly, it is crucial to
underscore the importance of in situ characterization tech-
niques such as in situ XPS, in situ synchrotron radiation X-ray
absorption spectrometry (XAS), operando differential electro-
chemical mass spectrometry (DEMS), and in situ Raman anal-
ysis. These methods play a vital role in tracing catalyst evolution
during OER processes. When combined with mechanism
elucidation and catalyst design strategies, they enable more
efficient catalyst design, leading to high-performance catalytic
acidic OER under high current densities. Overall, the high
activity and stability of noble metal-based catalysts in acidic
oxygen evolution reaction (OER) currently make them the most
effective choice. However, their high cost and scarcity limit their
large-scale application. Non-noble metal-based catalysts, due to
their low cost and abundant resources, hold significant poten-
tial for application, but their activity and stability require
further enhancement. Future research should prioritize
improving the performance of non-noble metal-based catalysts
through nanostructure design, doping, and alloying, as well as
developing new catalytic materials that balance high efficiency
and cost control. These efforts are essential to achieving
comprehensive advancements in acidic water electrolysis tech-
nology. The further development of advanced anode oxide-
based electrocatalysts for proton exchange membrane water
electrolyzers (PEMWES) in acidic environments needs to
address several key areas.

6.1 A comprehensive understanding of the catalytic
mechanism

Although oxide-based anodic catalysts have been widely re-
ported, the true active sites remain controversial. In this
context, we emphasize the importance of further mechanism-
based understanding of how catalysts work. A more detailed
analysis of the OER mechanisms will not only elucidate the
deactivation pathways of catalysts but also reveal the specific
properties and behaviours of the active sites, thereby providing
a theoretical foundation for optimizing catalytic performance.

This journal is © The Royal Society of Chemistry 2024
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This comprehension serves as the linchpin for overcoming the
constraints associated with balancing catalyst activity and
stability, thereby fostering the transition of catalyst design from
an empirical to a more scientific and systematic approach. It
lays the groundwork for the development of new, highly effi-
cient, and stable catalysts. In this case, the application of
advanced characterization techniques is paramount for eluci-
dating the catalytic mechanism. For instance, in situ differential
electrochemical mass spectrometry combined with isotopic
labelling (DEMS) offers unparalleled insights. This technology
accurately tracks intermediates and final products in electro-
chemical reactions by utilizing isotopically labeled reactants
and products, thereby revealing the reaction pathways and
mechanisms. Such detailed analysis not only elucidates the
actual behaviour of the catalyst during reactions but also
identifies key factors influencing catalyst efficiency and
stability. This approach provides invaluable data support and
a theoretical foundation for the optimization and design of
high-performance catalysts.

6.2 Exploring the reconstruction of the catalysts under
operational conditions

At the operational potential of the oxygen evolution reaction
(OER), it is crucial to closely study the evolution of the catalyst
structure in order to understand the OER mechanism. Studying
these structural changes can uncover the surface and bulk
phase reconstructions of the catalyst during electrocatalysis,
which directly affect its activity and stability. Recently, various
in situ characterization techniques have been widely reported.
For example, high-resolution microscopy and in situ spectros-
copy can observe the morphology, lattice distortion, and phase
transitions of the catalyst under OER conditions. This infor-
mation is invaluable in identifying the formation and deacti-
vation mechanisms of active sites. In addition, theoretical
calculations and simulations, combined with experimental
data, offer a deeper understanding of electronic structure
changes and reaction pathways. This multi-dimensional
approach comprehensively reveals the dynamic behaviour of
catalysts during the OER and provides a scientific basis and
guidance for the design of efficient and stable oxide-based
catalysts.

6.3 Satisfying the criteria for industrial applications

Although significant advances have been made in anodic cata-
lysts for acidic oxygen evolution reaction (OER), such as noble
metal oxide-based catalysts with overpotentials of 100-250 mV
at 10 mA cm ™2, the overpotential of non-noble metal oxides is
between 300 and 500 mV. Most catalysts, however, are still
confined to laboratory evaluation stages. In general, acid OER
catalysts should not only exhibit high catalytic activity and long-
term stability but also meet more stringent requirements for
mass transfer and mechanical stability. Achieving these goals
necessitates more in-depth and systematic research in the
design, synthesis, and structural and performance optimization
of catalysts. Such efforts will be crucial for advancing the tran-
sition of these catalysts from laboratory settings to industrial
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applications. In practical proton exchange membrane water
electrolysis (PEMWE), the preparation conditions of the catalyst
electrodes, such as hot-pressing temperature and pressure,
significantly impact the efficiency of the monolithic membrane
electrode assembly (MEA). Optimizing these parameters is
crucial for enhancing electrolysis efficiency and prolonging
equipment lifespan. To understand and optimize PEMWE
operations, finite element simulation techniques can be
employed to simulate the multi-physical fields within the cell,
including electric fields, temperature fields, concentration
fields, and flow fields. This approach allows for an in-depth
analysis of how different process parameters and operating
conditions affect cell performance, thereby guiding experi-
mental design and improving the preparation process of the
membrane electrode module. Ultimately, this methodology
enables the realization of high-efficiency and stable hydrogen
production through water electrolysis.
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