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An all-solution two-step method for preparing wide-bandgap perovskites has the advantages of low cost,
good repeatability and scalability. However, achieving high-quality wide-bandgap perovskite films via an
all-solution two-step method remains challenging due to uneven distribution of halogens and incomplete
reactions between organic salts and inorganic salts. Herein, we introduced tris(pentafluorophenyl)borane
(BCF) into an inorganic layer resulting in boron—halide bonding, which stabilized uniform halide distribution
and regulated the porous structure of the lead halide films, facilitating the diffusion of organic salts. Addi-
tionally, the fluorine substituents formed hydrogen bonds with organic cations, making BCF a bifunctional
additive that delayed the reaction between the organic ammonium salt and the inorganic precursor, which
was conducive to the growth of large-grained perovskite crystals. During the perovskite crystallization
process, BCF molecules migrated to grain boundaries and the film surface, achieving a highly positive
regulation influence on the nanoscale morphology and structure of the perovskite absorber films, thus
leading to a pinhole-free, stress-free and less defect perovskite films. Ultimately, the approach enabled
single-junction 1.68 eV wide-bandgap perovskite solar cells with a champion efficiency of 23.49%

Received 13th July 2025, (certified 22.73%) and a Voc of 1.291 V. Furthermore, the optimized perovskite films were pioneeringly and
Accepted 23rd October 2025 successfully integrated into monolithic perovskite/silicon tandem solar cells on textured silicon and
DOI: 10.1039/d5ee03984¢ achieved an efficiency of 31.12%, which is the highest value among tandem solar cells prepared by an all-

solution two-step method, retaining >90% of initial performance after 500 hours of continuous
rsc.li/ees operation.

Broader context

The preparation of wide-bandgap perovskite solar cells via an all-solution two-step method offered potential pathways to regulate the crystallization rate of
perovskite films. However, there are very few reports on the all-solution two-step sequential deposition of 1.68 eV wide-bandgap perovskite films. Therefore, it will
become meaningful to investigate the crystallization kinetics of perovskite prepared by a two-step method. Herein, we regulated the crystallization kinetics of
1.68 eV wide-bandgap perovskite films by leveraging a simultaneous bonding of tris(pentafluorophenyl)borane (BCF) with halide anions and organic cations via
the boron-halide and hydrogen bonding effects. These interactions stabilized halogen distribution, delayed and regulated the crystallization process of perovskite
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films, slowed down nonradiative recombination, and facilitated the rapid extraction of charges. As a result, we achieved a PCE of 23.49% and a V¢ of 1.291 V. By
integrating the optimized wide-bandgap PSCs on textured silicon, we pioneered an all-solution two-step sequential deposition method for preparing 1.68 eV

perovskite/silicon tandem solar cells, which exhibited a PCE of 31.12%, which is the highest among those of two-step prepared tandem cells. This means that a
huge breakthrough has been achieved in the preparation of wide-bandgap perovskite films using an all-solution two-step sequential deposition method.

1. Introduction

Double-junction tandem solar cells (TSCs), particularly perovs-
kite/silicon tandem solar cells, offer a promising path to exceed
the Shockley-Queisser (SQ) efficiency limits of single-junction
devices." By integrating two photoactive layers with complemen-
tary absorption spectra, TSCs can absorb photon energy to a
greater extent, thus greatly improving the utilization of light.*®
Theoretically, TSCs can show a power conversion efficiency (PCE)
of up to 45%, far exceeding the ~33% SQ limit of single-junction
devices.”® In the most advanced TSC structures, wide-bandgap
perovskite materials, which have tunable bandgaps and high
absorption coefficients, are typically selected as the top sub-cell
active layers of TSCs.'”'! The bandgap (E,) of perovskites may be
continuously tuned from 1.25 eV to over 2.0 eV by alloying
different halides, such as iodide (I"), bromide (Br ™), and chloride
(CI"). This tunability enables perovskite materials to achieve
complementary absorption in a wide range of narrow-bandgap
bottom cells, including crystalline silicon (c-Si), copper indium
gallium selenide (CIGS), and Sn-Pb binary perovskites, making
them highly suitable for constructing TSCs."””™”

However, the high Br content (>20%) required to obtain a
wide-bandgap perovskite generally leads to the well-known
problem of increased ion migration, caused by a marked
increase in the iodide vacancy concentration'®'® and phase
segregation, resulting in a large number of defects that reduce
PCE and compromise the long-term stability of the devices.”**"
These energy losses and instabilities are mainly due to the unba-
lanced nucleation rates between the I and Br~ components® and
the fact that iodide is preferentially oxidized in a mixed-halide
perovskite.”® The perovskite films with uneven halide distribution
show high defect density and low crystallinity.>* As such, large
open-circuit voltage (Voc) losses are usually observed in wide-
bandgap PSCs with an E, of >1.65 eV.*>** Generally speaking,
improving the uniformity of halide distribution and the crystallinity
of perovskite films by adjusting the crystallization kinetics of
perovskite films is critical to further improve device
performance.?” To address these issues, researchers have proposed
various strategies to control the crystallization of mixed halide
wide-bandgap perovskites, including component engineering,
ligand engineering, Lewis’s base additives, etc.?>***° Chen et al.
developed a novel strategy using a cation alloy that not only tailors
the lattice properties and crystallization but also effectively passi-
vates the defects, enabling homogeneous halide distribution and
substantially reducing defect density. These improvements have led
to a remarkable power conversion efficiency (PCE) of 19.50% with a
record open-circuit voltage of 1.35 V for 1.79 eV perovskite solar
cells.” Jiang et al. combined the rapid bromide crystallization with
a gentle gas-quench method to prepare highly textured columnar
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1.75 eV wide-bandgap perovskite films with reduced defect density,
resulting in a PCE over 20% and an Vo of 1.33 V.”” Yang et al.
reported a series of pyridine derivatives containing amino and
carboxylic groups that were applied to modify the perovskite sur-
face, which can interact with undercoordinated Pb** through
coordination bonds and suppress halide ion migration via hydro-
gen bonding.**

Most strategies for preparing wide-bandgap perovskite films
rely on the one-step spin-coating method, which often leads to
non-uniform Br~ distribution during the crystallization process.*"
In contrast, there are limited reports on the fabrication of wide-
bandgap PSCs using an all-solution two-step method. This
method involves first depositing a lead halide film and then
introducing an organic ammonium salt solution to form a
perovskite film, offering potential pathways to control over the
crystallization rate of wide-bandgap perovskites. For instance,
Zhang et al. utilized a two-step method by incorporating forma-
midinium iodide (FAI) and rubidium acetate (RbAc) into a PbI,/
PbBr, solution (with a molar ratio of 0.83/0.17) to modify the
crystallization kinetics of 1.63 eV perovskite films. This approach
promoted the oriented growth of the perovskite layer, ultimately
allowing the perovskite/silicon TSCs to exhibit a PCE of 27.64%.%

Herein, we presented a novel all-solution two-step method to
regulate the crystallization kinetics of 1.68 eV wide-bandgap
perovskite films by leveraging a simultaneous interaction of
tris(pentafluorophenyl)borane (BCF) with halide anions and
organic cations. Fourier-transform infrared (FTIR) spectro-
scopy, nuclear magnetic resonance (NMR) analyses and density
functional theory (DFT) calculations revealed that the BCF
molecules, with their electron-deficient boron center and multiple
fluorine substituents, interacted with perovskite precursor com-
ponents through boron-halide and hydrogen bonding effects.
These interactions might regulate the reaction kinetics between
the organic ammonium salt solution and the inorganic layer.
In situ absorption spectroscopy studies demonstrated that the
boron-halide interactions effectively stabilized uniform halide
distribution within the lead halide film, while the chemical
reaction and crystallization rates between the organic ammonium
salt solution and the inorganic layer were delayed via boron-
halide and hydrogen bonding interactions. This resulted in the
growth of pinhole-free, stress-free and less defect perovskite films.
The results of time-resolved photoluminescence and transient
photocurrent measurement indicate that after the introduction of
BCF, the electron-hole recombination time extended, slowing
down nonradiative recombination and facilitating the rapid
extraction of charges. As a result, the optimized single-junction
PSCs exhibited a PCE of 23.49% and a Vy¢ of 1.291 V, with a
remarkably low Vo loss of only 0.39 V. The devices also exhibited
exceptional long-term stability, retaining 90% of their initial

This journal is © The Royal Society of Chemistry 2025
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efficiency after 750 hours of maximum power point (MPP) track-
ing. By integrating the optimized wide-bandgap PSCs with crystal-
line silicon (c-Si), we pioneered an all-solution two-step sequential
deposition method for preparing 1.68 eV perovskite/silicon tan-
dem solar cells on textured silicon, exhibiting a PCE of 31.12%,
which is the highest among those of two-step prepared tandem
cells, retaining >90% of initial performance after 500 hours of
continuous operation.

2. Results and discussion

2.1. Interactions of BCF with the perovskite precursor
components

The 1.68 eV wide-bandgap perovskite films were fabricated by
dynamically dripping the organic salt solution onto a mixed
inorganic layer, which was deposited from a 1.5 M PblL,/PbBr,
(3:1 molar ratio) precursor supplemented with 0.06 M CsI and
0.015 M RbCl. Tris(pentafluorophenyl)borane (BCF) was intro-
duced into the inorganic layer as the strategic modifier, since it
features highly electronegative fluorine substituents enhancing
the electron-deficient boron center’s interaction with halide
anions (I /Br ) via boron-halide bonding.>* Additionally,
the fluorine substituents form hydrogen bonds with organic
cations (e.g., methylammonium or formamidinium), making
BCF a bifunctional passivator that modulates both halide
anions and organic cations (Fig. S1). These interactions are
anticipated to regulate halide distribution and crystallization
kinetics, suppressing ion migration and yielding high-quality
perovskite films with large grains and low defect density. For
clarity, films processed without and with BCF are labeled
control and target, respectively, while inorganic layers are
denoted as PbX, and PbX, + BCF (X =1 or Br).

We firstly experimentally adopted Fourier-transform infra-
red spectroscopy (FTIR) spectroscopy measurements to eluci-
date the chemical interactions of BCF with the perovskite
precursors. The FTIR spectra of BCF, BCF + Pbl,, and BCF +
PbBr, are shown in Fig. 1a. The blueshift in the B-C stretching
vibration of BCF molecules from 974 to 987 cm™ " is consistent
with the boron-halide binding effect as supported by theore-
tical calculations. The shift was attributed to the increased
electron cloud density of the B-C bond due to the contribution
of the electron-rich halides, confirming the boron-halide inter-
action. Fig. S2a presents the FTIR spectra of the BCF + FAI
composite and pure FAIL The characteristic peak corresponding
to N-H bonds exhibited a redshift as compared to that of pure
FAI, which was attributed to the formation of hydrogen bonds
(N-H- - -F) between FA and the fluorine atoms in BCF. A similar
N-H vibration redshift supporting the formation of hydrogen
bonds (due to a decrease in the N-H bond strength) was
observed when comparing the FTIR spectra of the BCF + MABr
mixture and pure MABr (Fig. S2b). Thus, the observed spectral
changes confirm the existence of strong interactions between
BCF and the perovskite precursor components.

Furthermore, the influence of BCF on the PbX, films was
investigated by X-ray photoelectron spectroscopy (XPS)
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measurements. As illustrated in Fig. S2c, the Pb 4f core-level
XPS spectra revealed only a minor shift in the PbX, + BCF film
compared to the PbX, film, suggesting that lead cations (Pb*")
and BCF likely do not interact directly. Instead, the electronic
environment of the [PbXs]"~ octahedra appears to be indirectly
modified by the boron-halide interaction. This boron-halogen
interpretations were further supported by the observed shifts in
the XPS spectra of I 3d and Br 3d bands for PbX, + BCF films
due to the decrease in the electron cloud density of the halogen
(Fig. 1b and c). These shifts provide additional evidence of the
interactions between BCF and the halide anions (I" and Br ),
confirming that BCF influences the electronic structure of the
inorganic framework.

To further explore these interactions, nuclear magnetic
resonance (NMR) spectroscopy was employed which provided
additional insights into the chemical interactions of BCF with
the perovskite precursor components. First, the '’F NMR
spectra revealed some shifts of the signals corresponding to
fluorine substituents in para- and meta-positions of the phenyl
rings, which are the most distant from the boron center and,
hence, they are sterically the most accessible for intermolecular
hydrogen bonding and halogen-halogen interactions. These
shifts were observed with comparable magnitudes when BCF
interacted with Pbl,, PbBr,, CsI, FAI, MABr and MACI (Fig. S3).

The "H NMR spectra have revealed spectacular changes for
FAI, MABr and MACI when they were mixed with BCF. Firstly,
one could notice that the CH group signal of FAI undergoes
splitting to a quintet, which implies that all four neighboring
N-H protons become symmetrically non-equal and they do not
exchange on the timescale of the NMR measurement (Fig. 1d).
Furthermore, the broad peak at 8.83 ppm corresponding to all
four NH protons of the pristine FAI undergoes splitting in two
distinct signals: a singlet at 9.01 ppm and a doublet at 8.66 ppm,
thus further confirming the loss of symmetry of the FA" cation.
Similarly, the peak corresponding to the -NH;" protons of the
methylammonium cation in MABr and MACI becomes much
broader upon interaction with BCF (Fig. 1e and f). At the same
time, the singlet corresponding to the methyl group (CH;-) of
the methylammonium cation shows a spectacular splitting to a
quartet, which is only possible if all three protons of -NH;"
attain some fixed geometry and become symmetrically non-
equal. All these findings taken together provide univocal evi-
dence for the occurrence of hydrogen bonding interactions
mediated by BCF. Very similar situation happens with Csl, which
also shows a notable shift in the "**Cs NMR spectra evidencing
the change of the coordination environment for the Cs* cation
(Fig. s4).

To theoretically analyze the interactions between BCF and
the key perovskite precursor components the density functional
theory (DFT) calculations were performed (see the SI for
details). According to the DFT calculations, BCF covalently
binds halides X~ which leads to the formation of complex
anions [BCF-X]” (X~ =1, Br, Cl ), named boron-halide
interactions. The bond enthalpies corresponding to the gas-
phase binding enthalpy between the halide and BCF are AH® =
—1.54 eV, —2.01 eV, —2.23 eV and the binding Gibbs free energy

Energy Environ. Sci.
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under standard conditions are AG° = —1.16 eV, —1.62 eV and
—1.85 eV for I, Br and Cl, respectively (Fig. 1g-i). The bonds
between BCF and MA as well as FA are weaker, with the gas-
phase binding enthalpy values AH® = —0.67 and —0.53 eV under
standard conditions and relatively modest Gibbs free binding
energies AG° = —0.24 eV and —0.15 eV, respectively, which
indicate that the cations would be much less restricted in their
motion in the presence of BCF. It is also worth pointing out that
the dimerization of BCF with itself has AH® = —0.88 eV and
AG® =-0.17 eV, which means that some energy is required to
break apart these noncovalent interactions when mixing it with
the salts (Fig. 1j-1). Thus, the organic counter-ions FA" and MA"
become confined to the corresponding bulky organoboron
anions but can likely move relatively freely among them, which
results in the formation of hydrogen-bonded complexes with a
fixed unsymmetrical geometry. Furthermore, the minimal-
energy computed molecular structures of BCF adducts with
MABr and FAI were also calculated (Fig. 1m and n). In parti-
cular, the complex formation between MABr and BCF is

Energy Environ. Sci.

thermodynamically favorable and proceeds with the energy
gain of 6.4 kcal mol ', The Br~ anion in this complex forms
a short contact with the B center of BCF, which confirms the
halide-boron bonding type of interactions. Furthermore, the
CH;NH;" cation forms hydrogen bonds with the Br~ counter-
ion and F-substituent of BCF (Fig. 1m). The simulated FTIR
spectra (Fig. S5a) showed that the most intense N-H bond
stretching peak shifts from 3404 to 3377 cm ™' upon MABr
complexation with BCF, which is consistent with the experi-
mental data (Fig. S2b). The computed "H NMR chemical shifts
for the MABr-BCF complex also align well with the experi-
mental results. Thus, the CH; group is predicted to appear as a
quartet with a chemical shift of 2.57 ppm (exp. 2.37 ppm),
whereas the NH;" group protons have a computed chemical
shift of 7.72 ppm (exp. 7.57 ppm). The computed difference in
the chemical shifts of C-H and N-H protons almost matches
the experimental value (5.15 vs. 5.21 ppm, respectively).

The interaction patterns of BCF with FAI appeared to be
more sophisticated as compared to the MABr + BCF system.

This journal is © The Royal Society of Chemistry 2025
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DFT calculations predicted very small energy gain upon 1:1
complex formation between BCF and FAI, which cannot com-
pensate for the decreased entropy of the system. However, the
association of 2 FAI with 2 BCF molecules produces a very
stable complex (Fig. 1n) with the energy gain of 46 kcal mol .
The I anions form short contacts with boron atoms of BCF,
which confirms the boron-halide bonding effect. Two NH,
groups of the FA cations become strongly non-equivalent in
the complex. Two protons of one NH, group form short con-
tacts with the I" anions, while the protons of another NH,
group participate in the hydrogen bond with the F-substituent
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of BCF. This arrangement first results in the distinct chemical
shifts for protons of two NH, groups: ca. 9.01 ppm (NH,
bonded to I") and ca. 8.65 ppm (NH, bonded to F). For the
latter peak, the 'H-'°F interactions lead to the signal splitting
to the doublet (8.676 and 8.646 ppm). As a consequence of
these amine proton bonding effects, the CH proton of the
FA cation appears in the NMR spectra as a triplet of triplets.
The computed chemical shifts for two types of N-H (9.09 and
8.25 ppm) and CH (7.70 ppm) protons agree reasonably well
with the experimental values (9.01, 8.65 and 7.86 ppm, respec-
tively). Finally, the simulated FTIR spectrum of the FAI-BCF
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Fig. 2

In situ UV-vis spectra of the differently processed PbX; (a), (c) and perovskite (b), (d) films during spin-coating and annealing process. XRD

patterns and top view SEM images of differently processed PbX; (e)-(g) and perovskite (h)—(j) films. GIXRD patterns at different ¥ angles of the control (k)
and target (1) perovskite films at an incident angle of 0.5°. (m) Linear fit of 20-sin®y of the control and target perovskite films.

This journal is © The Royal Society of Chemistry 2025
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interaction product (Fig. S5b) reveals the major N-H stretching
band at ~3256 cm ™', which is shifted to lower wavenumbers
with respect to its position for pristine FAI modeled by its
tetramer (3315-3325 cm ™ '), which is consistent with the experi-
mental FTIR spectra shown in Fig. S2a.

The theoretical calculation results perfectly match the
experimental FTIR and NMR spectral data, thus establishing
reliable structures for the complexes of BCF with FAI, MABr and
MACI. These findings collectively confirmed the existence of
boron-halide interactions and hydrogen-bonding within the
BCF complexes with the perovskite precursor components,
which represents the strategic mechanism to regulate the two-
step process of crystallization and growth of a wide-bandgap
perovskite, thereby producing high-quality absorber films.

2.2. Crystallization regulation of wide-bandgap perovskite

To elucidate the crystallization kinetics of PbX, (Fig. 2a and c)
and perovskite (Fig. 2b and d) films during two-step sequential
deposition, we performed in situ ultraviolet-visible (UV-vis) absorp-
tion spectroscopy studies. During the spin-coating process, after
depositing the PbX, solution onto the hole transport layer (HTL)
film, the UV-vis spectra for both the PbX, and PbX, + BCF films
exhibited similar features. The absorption edge of both PbX,
intermediate films underwent a rapid blueshift due to the large
amount of solvent being removed, and then remained unchanged
during the spin-coating process. However, during the annealing
process at 70 °C, the absorption edge of the PbX, film gradually
redshifted, approaching 500 nm, while the absorption edge of the
PbX, + BCF film remained stable, staying close to 480 nm. This
means that the boron-halide interactions effectively stabilized the
uniform distribution of iodide and bromide ions within the lead
halide film. This stability is attributed to the formation of stable
intermediates between BCF and lead halide via the boron-halide
interaction, which regulates the crystallization process.

Upon dynamically dripping the organic ammonium salt
solution onto the lead halide film, rapid nucleation and initial
crystal growth were observed in the control perovskite films, as
evidenced by an absorption shift to approximately 738 nm (the
characteristic absorption edge of the 1.68 eV perovskite) within
2.3 seconds. In contrast, the absorption edge of the target
perovskite film redshifted to approximately 738 nm more
slowly, taking 3.8 seconds. This delay indicated that the BCF-
PbX, intermediates and hydrogen-bonded complexes slowed
the intermolecular exchange process between the organic salt
and lead halide, allowing for better controlled crystallization.

During the subsequent thermal annealing process at 100 °C,
the target perovskite film displayed a uniform and stable
absorption spectrum, whereas the control perovskite film
showed slightly weaker absorption features. This discrepancy
is attributed to the presence of residual lead halide and Pb° in
the control film as proved by XRD and XPS measurements,
which hindered its light absorption efficiency. It is worth
noting that a slight redshift from 738 nm to 743 nm occurred
at the absorption edge of the control film, which is attributed to
the formation of an iodine-rich phase on the film. The in situ
UV-vis absorption spectroscopy results demonstrated that the
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boron-halide interaction and hydrogen-bonded complexes
effectively stabilized the uniform distribution of iodide and
bromide ions to suppress phase separation, and delays the
reaction and crystallization kinetics between the organic
ammonium salt and lead halide. This controlled delay was
expected to promote the formation of larger grains in the
perovskite films with fewer grain boundaries and enhance the
overall quality of the perovskite films.

Fig. 2e presents the X-ray diffraction (XRD) patterns of the
PbX, and PbX, + BCF films. The intensity of the diffraction peaks
corresponding to the PbX, crystal planes decreased with the
introduction of BCF, attributed to the formation of a flufty, porous
morphology upon incorporating the BCF additive into the PbX,
film. To further investigate the morphological changes induced by
BCF, the scanning electron microscopy (SEM) and atomic force
microscopy (AFM) measurements were carried out. The top-view
SEM showed that the addition of BCF results in a significant
decrease in the grain size of PbX,, which consequently leads to an
increase in the areal density of grain boundaries and voids (Fig. 2f
and g). Furthermore, the cross-sectional SEM images clearly
demonstrated that the addition of BCF resulted in the formation
of numerous voids and interlaced patterns within the PbX, + BCF
layer (Fig. S6), which is not observed in the PbX, films. These
findings confirm the strong influence of BCF addition on the
morphology of the PbX, films, which facilitated the sufficient
diffusion of the organic ammonium salts during the perovskite
formation process. This observation was supported by the increase
in root mean square (RMS) roughness from 6.7 nm for the PbX,
film to 7.8 nm for the PbX, + BCF film, as measured by AFM,
further confirming the morphological changes induced by BCF
(Fig. S7). Infrared scattering-type scanning near field optical
microscopy (IR s-SNOM) was applied to further characterize the
PbX, + BCF films. This technique enables simultaneous AFM
topography measurement with the collection of local spectral data
from the area comparable to the tip radius of the cantilever (20-30
nm).>*?® Thus, IR s-SNOM could reveal the distribution of the BCF
molecules within the target PbX, + BCF films. The major part of
BCF was accumulated at the grain boundaries, and also observed
on the surface of the PbX, grains (Fig. S8), which confirms that the
boron-halide interactions control the growth of the PbX, +
BCF films.

To investigate the influence of the BCF modifier within the
PbX, precursor on the perovskite films crystallinity, we ana-
lyzed the X-ray diffraction (XRD) patterns of the perovskite film.
Both types of the perovskite films processed without and with
BCF revealed a peak at ~13°, attributed to residual unreacted
PbX, (Fig. 2h). The intensity of this PbX, peak was significantly
lower for the target perovskite film as compared to the control
film. This reduction suggested that the incorporation of BCF
facilitated PbX, conversion in the reaction with the organic
ammonium salts and improved interdiffusion of the organic
and inorganic components. This optimization promoted the
growth of high-quality perovskite crystals. Notably, trace
amounts of lead halide remained in the target perovskite film,
which was expected to passivate surface and grain boundary
defects, thereby improving device performance. Furthermore,
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the intensity of the (111) diffraction peak was notably stronger
in the target perovskite film, indicating that BCF promoted the
growth of the (111) crystal plane.

To further evaluate the effects of BCF on perovskite film
quality, surface morphological characterization was conducted
using scanning electron microscopy (SEM) and atomic force micro-
scopy (AFM). The SEM images (Fig. 2i and j) revealed that the target
perovskite films consist of larger grains with fewer grain bound-
aries (GBs) compared to the control films, which was attributed to
the slower chemical reaction and crystallization kinetics between
the organic ammonium salts and the lead halides due to the
boron-halide and the hydrogen bonding interactions.>**” This
improvement of the perovskite grains was corroborated by cross-
sectional SEM images (Fig. S9), which showed no distinct grain
stacking in the vertical direction in the case of target films,
facilitating efficient charge carrier transport. Additionally, the target
perovskite film exhibited a higher water contact angle (72.40°) than
the control film (53.47°) (Fig. S10), demonstrating that BCF treat-
ment enhanced the film’s ability to resist water intrusion, thereby
improving its stability under ambient conditions and thus enhan-
cing its potential for real-world applications.

AFM measurements (Fig. S11) further confirmed that the
surface roughness (RMS) of the target perovskite films
decreased from 27.8 nm to 20.3 nm, promoting better inter-
facial contact and charge transfer with the subsequently depos-
ited ETL. Kelvin probe force microscopy (KPFM) was employed
to explore the alignment of the interface energy levels. As
shown in Fig. S12 and Fig. S13, the surface contact potential
distribution (CPD) of the target perovskite film is more uni-
form, within a range of +£10 mV, compared to the control film,
which exhibits a broader range of £15 mV. This uniformity was
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attributed to the more homogeneous surface structure and a
more controllable crystallization and growth process of the
target perovskite films. The KPFM results also suggested that
the target perovskite film exhibited a more positive surface
potential, indicating that the Fermi level on the perovskite
surface is closer to the conduction band to form a more n-
type surface electric potential of the film. This alignment is
favorable for efficient electron extraction and transfer, further
enhancing device performance.

In order to evaluate the influence of BCF additives on the
residual stress of the perovskite films, the surface residual
stress from 100 nanometers depth below the surface of the
perovskite film was measured by deep-resolution grazing inci-
dence X-ray diffraction (GIXRD) combined with the 20-sin®y
method (Fig. 2k and 1). As is well known, the negative slope of
the 20-sin®y method linear fitting indicated the residual tensile
stress in the perovskite film, and the positive slope of the 26-
sin®y method linear fitting indicated the compressive strain in
the perovskite film. Obviously, due to the formation of the
boron-halide interactions and hydrogen-bonded complexes
between BCF molecules and perovskite precursor components,
the slope of 20-sin®y variation changed from negative to
positive, indicating that stress changed from tensile stress
(183.1 MPa) of the control perovskite film to compressive stress
(—25.4 MPa) of the target sample. These findings suggested
that BCF released the strain during thermal annealing and
exhibited an excellent ability to regulate grain growth and
morphological structure, and improved device performance
and mechanical stability (Fig. 2m and Fig. S14).

An additional insight into the effects of the BCF additive on
the nanoscale structure of the grown perovskite films was
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gained using IR s-SNOM. Using this technique, we could
individually follow the nanoscale distribution of organic
cations (MA*, FA") and the BCF additive in the perovskite films.
The obtained results are presented in Fig. 3. For the control
perovskite film, we observed very uniform distribution of the
methylammonium and formamidinium cations in the film. In
contrast, the target perovskite films showed some minor local
gradients in the concentrations of MA" and FA" cations thus
creating a “perovskite bulk heterojunction” system, which we
have shown recently is highly beneficial for the PSC
performance.*® Furthermore, we demonstrated that BCF effec-
tively covered the perovskite film surface and showed the
highest abundance at the grain boundaries, thus contributing
to the passivation of defects and suppressing the nonradiative
trap-assisted recombination of charge carriers.

Thus, the obtained IR s-SNOM imaging data corroborated
with the results provided by other techniques and proved
unambiguously that the introduction of BCF had a highly
positive influence on the nanoscale morphology and structure
of the perovskite absorber films grown using the two-step
deposition method.

2.3. Nonradiative recombination analysis of perovskite films

XPS analysis was conducted to further investigate the interac-
tions between the perovskite films and BCF. The Pb 4f peaks
exhibited a shift toward lower binding energy, indicating strong
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interactions between BCF and the perovskite film. This shift
can be attributed to the synergistic effects of the fluorine-
substituted aromatic rings in BCF bonding with the organic
ammonium ion and boron center bonding with halide anions.
These interactions could lead to a significant change in the
electron environment of lead cations Pb>" on the film surface
(Fig. 4a). Additionally, the peak intensity of Pb°®, which acts as a
nonradiative recombination center, was effectively suppressed
in the target perovskite film, suggesting that the introduction of
BCF stabilized the octahedral coordination environment of
[PbXe]*™ on the perovskite film surface, which is consistent
with the results obtained from in situ UV-vis absorption spectro-
scopy. Similar shifts were observed in the I 3d and Br 3d peaks,
further supporting the effects of halide binding on the boron
center (Fig. 4b and c). Survey XPS spectra and N 1s core level
spectra of the perovskite films are shown in Fig. S15a and b,
respectively. The shift in the N 1s peak after BCF addition was
consistent with the hydrogen bonding interactions revealed for
FA'/MA" cations by NMR spectroscopy, as discussed above. The
XPS results collectively demonstrated that the BCF additive
interacted with the perovskite to passivate defects within
the film.

The charge transfer and recombination kinetics of the
perovskite films were investigated using steady-state photolu-
minescence (PL) and time-resolved photoluminescence (TRPL)
measurements. The target perovskite film exhibited higher PL
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intensity compared to the control film, indicating reduced
density of defect states and improved film quality due to
effective defect passivation (Fig. 4d). TRPL results (Fig. 4e) were
fitted using eqn (S1) and S2, revealing an increase in the
average carrier lifetime from 731.25 ns to 1180.70 ns with a
slightly enhanced rapid decay lifetime (z,) and a significantly
enhanced slow decay lifetime (t,), which indicates that the
introduction of BCF not only significantly passivated the bulk
defects in the perovskite film but also inhibited non-radiative
recombination at the interface (Table S1). On the bare glass
substrate without the charge extraction pathway, the perovskite
films only exhibited the characteristic slow PL decay due to the
dominance of bulk defect-mediated recombination.*

Transient photocurrent (TPC) decay testing was used to
characterize the carrier extraction and transport capabilities
within perovskite solar cells. As shown in Fig. 4f, the target
device exhibited a shorter decay lifetime of 268.9 ns, compared
to 520.9 ns for the control device. The faster TPC decay
indicated that the addition of BCF can facilitate the transport
and transfer of photogenerated charges, demonstrating the
stronger carrier extraction ability of the target device. The
device transient photovoltage (TPV) decay test was employed to
further reveal the nonradiative recombination of charge carriers
within and at the interface of perovskite films when the device is
in an open-circuit state (Fig. 4g). The decay lifetime of TPV for
the target device is 381.2 ps, longer than that of the target device
(352.4 us). The addition of BCF effectively suppresses nonradia-
tive recombination within and at the interface of perovskite
films, thereby prolonging the carrier lifetime in the target
devices. These findings collectively affirm that the introduction
of BCF molecules can promote carrier extraction and reduce
nonradiative recombination losses, thereby realizing high-
performance photovoltaic devices.*’

To quantify the nonradiative recombination loss at the
perovskite film interface, we measured the photoluminescence
quantum yield (PLQY) to estimate the quasi-Fermi level split-
ting (QFLS) relevant to the theoretically feasible Vo (Fig. 4h
and eqn (S3)). The PLQY increased from 2.544% to 3.602%,
indicating an improvement in the efficiency of treating perovs-
kite with BCF on glass substrates. The results showed that the
average QFLS increased from 1.306 eV to 1.315 eV, which was
directly related to the increment of V¢ in PSCs. Significantly,
the PVK/ETL films exhibited a remarkable PLQY drop, which
was attributed to additional defects introduced by the ETL.
After the addition of the ETL, the QFLS of the control film
decreased to 1.265 €V, indicating a 41 mV increase in nonradiative
recombination loss, while the QFLS of the BCF/ETL remained
stable at 1.298 eV, decreasing by only 17 mV (Table S2). These
results emphasized that BCF effectively reduced Vo¢ loss by sup-
pressing nonradiative recombination.

Furthermore, the defect density of states (N,) in the perovs-
kite films was quantitatively evaluated using eqn (S4). Hole-only
devices (ITO/NiO,/Me-4PACz/Perovskite/Spiro-OMeTAD/Ag)
were fabricated for space charge-limited current (SCLC) mea-
surements. As can be seen in Fig. 4i, N, of the target film
decreased from 6.73 x 10" cm® t0 4.01 x 10" cm ™ * compared
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to the control film (Table S3). This reduction in N, enhanced
charge mobility, further supporting the role of BCF in improv-
ing perovskite crystal quality.

Photoinduced phase segregation, primarily driven by ion
migration through halide vacancies, is a critical factor which
limits the performance and longevity of wide-bandgap perovs-
kite films. The evolution of PL spectra under one-sun illumina-
tion was analyzed to evaluate halide segregation. In particular,
the control perovskite film exhibited a significant redshift in its
PL spectra, indicating the formation of narrow bandgap I-rich
defect states due to phase segregation (Fig. S16a). In contrast,
the BCF-treated film showed suppressed photoinduced phase
segregation (Fig. S16b), suggesting that BCF contributes to the
formation of more stable wide-bandgap perovskites. To quan-
tify these changes, we calculated the PL peak shifts after
90 minutes of illumination. The BCF-treated wide-bandgap
perovskite films showed a smaller redshift by 9 nm, compared
to the 21 nm of the control film. This smaller shift demonstrated
BCF’s ability to inhibit photoinduced phase segregation, which
was likely due to defect passivation and halide immobilization
on the perovskite grain surface by boron-halogen interactions.

Strong evidence for the remarkable stabilizing effect of BCF
was obtained using unique in situ IR s-SNOM measurements
that to the best of our knowledge have been performed for lead
halide perovskite films for the first time. The tested samples
were irradiated with blue laser light (460 nm, ca. 100 mW cm ™ ?)
directly at the microscope stage. Running a continuous
measurement produced a series of IR s-SNOM images for
control and target samples, which could be compared on the
same timescale. From the Video S1, it is clearly seen that the
target perovskite film demonstrates much higher stability
under light exposure than the control sample. Indeed, a strong
depletion of organic formamidinium cations is observed in
control films after 2 h of light-induced aging, while the target
films remain almost intact under the same conditions. These
findings directly prove a strong stabilization effect of BCF and
its ability to suppress light-induced ion migration and degrada-
tion of inorganic cations.

The enhanced stability of wide-bandgap perovskites must
correlate with the ability of BCF to suppress the photoinduced
segregation of Br-rich and I-rich phases. Mechanistically, the
halide phase segregation process involves the formation of Pb°
and I3~ species, their accumulation at the grain boundaries,
and subsequent recombination (Pb° + I;7 — [Pbl;]") with the
formation of an I-rich phase.*"*> We have shown that BCF
significantly improves the photostability of PbX, films (I:Br =
3:1) and suppresses the formation of metallic lead in the
samples exposed to 100 mW cm 2 illumination at a tempera-
ture of 77 + 3 °C in a pure nitrogen atmosphere (Fig. S17). This
finding provides clear evidence that BCF controls the behavior
of PbX, films, suppresses Br-I segregation, and enhances
inorganic phase photostability, which finally leads to the
stabilization of wide-bandgap perovskites.

To gain a further mechanistic insight, we modelled the
behavior of the PbI,-BCF system using DFT calculations for a
simple cluster model composed of four interconnected ribbons
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of Pbl, (Fig. S18). This cluster has a series of coordinationally
unsaturated Pb*" ions surrounded by 3, 4 or 5 iodide anions,
which can be considered as a realistic model for the Pbl, grain
surface. DFT calculations demonstrate that the Pb° atom
appearing within the Pbl, structure tends to pair with one of
the Pb** cations and forms a [Pb-Pb]** molecule-like fragment.
The maximal energy gain of 46.2 kcal mol " is reached when
the [Pb-Pb]** fragment is localized on the surface of the Pbl,
cluster (Fig. S18a). Interestingly, the presence of more Pb°
atoms within Pbl, makes them clustering together forming
Pb,, Pb, and even bigger species, which forms the initial stages
of the metallic lead phase nucleation process.

However, the presence of BCF in the system drastically
changes its dynamics since BCF was shown to bind to Pb°® with
the energy gains varied from 4 to 14 kcal mol ' depending on
the Pb° localization. The most realistic structure shown in Fig.
S19 is characterized by the surface localization of metallic lead
with Pb° and BCF binding energies of 44.2 and 13.1 kcal mol %,
respectively.

In the further modelling, we introduced an I, molecule into
the system, forming a triiodide (I;™) fragment on the surface of
the PbI, cluster. Thus, the set of structures presented in Fig.
S19 represents the intermediate state with the photogenerated
I;~ and Pb° species, which could evolve in several ways. First,
I;~ could release I, as a vapor into the gas phase and then the
material decomposition becomes irreversible with the accumu-
lation of metallic lead as a distinctive feature. Second, Pb°
could nucleate as small metallic clusters, then react with I;~
and form a separate iodide-rich phase, thus leading to the I-Br
phase segregation. However, BCF effectively binds to Pb® and
suppresses the metallic lead nucleation process. Furthermore,
our calculations show that when the distance between I~ and
Pb° species reduces, as illustrated by the transition from the
structure A to structure B in Fig. S19, the BCF binding energy
also decreases dramatically from 11.6 to 5.4 kcal mol .
Simultaneously, the I, binding energy also becomes twice
smaller (20.2 and 10.3 kcal mol™" for structures A and B),
which provides ideal conditions for BCF desorption from the
surface and recombination of Pb® with I, leading to the
regeneration of Pbl,.

Thus, our modelling unravels the unique mechanism, which
involves reversible binding of BCF to Pb° on the PbX, surface
(blocking metallic lead phase nucleation) and subsequent
release of Pb® when I~ diffuses closer, thus promoting their
recombination and Pbl, formation. This extraordinary BCF
behavior makes it a strategic stabilizer of perovskite absorber
films with potential of showing tremendous improvements in
the PSC operational lifetime.

2.4. Device performance and stability of single junction wide-
bandgap PSCs

To evaluate the impact of the BCF additive on photovoltaic
performance of the modified absorber material, single-junction
wide-bandgap perovskite solar cells (PSCs) were fabricated by
the all-solution two-step method in an inverted configuration:
ITO/NiOx/Me-4PACz/Perovskite/PCBM/BCP/Ag. The schematic
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diagram of the device is illustrated in Fig. 5a, and the detailed
fabrication process is provided in the Experimental section of
the SI. We assembled p-i-n PSCs and revealed that the optimal
BCF concentration in perovskite precursor solution is 1 mg
mL~, which enables the best device performance (Fig. S20, S21
and Table S4). The power conversion efficiency (PCE) of the
champion PSCs increased considerably from 21.74% (control
device) to 23.49% (target device), accompanied by an improve-
ment in open-circuit voltage (Voc) from 1.257 V to 1.291 V and
in the fill factor (FF) from 79.7% to 83.2%, as demonstrated in
Fig. 5b and Table S5. Furthermore, one of our best single-
junction devices employing BCF was sent for certification by an
authorized organization and yielded a certified PCE of 22.73%,
with a Vo of 1.278 V (see in Fig. S22). This represents one of the
highest PCEs reported for 1.68 eV wide-bandgap PSCs to date
and the highest PCE achieved for 1.68 eV PSCs fabricated using
the two-step method (Table S6 and S7). Furthermore, we
purchased Pbl, from three different companies for the experi-
ments of the target group in order to evaluate the impact of the
PbI, origin and potentially present impurities on the perfor-
mance of the devices. From Fig. S23 and Table S8, it can be
observed that the performance of the three different batches of
devices prepared using Pbl, from different companies was
basically the same. However, the perovskite solar cells prepared
using PbI, from C company with lower purity have smaller
standard deviations for all performance indicators, which
better replicate the device efficiency. These findings indicate
that the trace impurities in PbI, have a negligible effect on the
performance of the devices. This is consistent with previous
studies, which indicate that a water content below 15 ppm can
minimize its impact on the performance of devices to the
greatest extent.”® Instead, the different preparation processes
of the PbI, material used in different companies will ultimately
determine the reproducibility of the device characteristics.
Also, there are relevant studies indicating that the role of water
in perovskite solar cells has little or even beneficial impact.***>

Additionally, the integral short circuit current density (Jsc)
derived from external quantum efficiency (EQE) measurements
for the target PSCs was 21.21 mA cm ™2, closely matching the Jsc
value of 21.87 mA cm ? obtained from J-V measurements
under simulated AM 1.5G illumination (Fig. 5c). Statistical
analysis of the photovoltaic parameters (Fig. 5d and e) confirms
the reproducibility of these BCF-optimized devices. The perfor-
mance enhancement is attributed to improved trap passivation
and crystallinity facilitated by the BCF additive. The target
device exhibited a stable power output (SPO) efficiency of
23.2% when measured at the maximum power point (Viax =
1.12 V) (Fig. 5f), consistent with the PCE obtained from the J-
V curve.

Furthermore, the relationship between Voc and the loga-
rithm of the illumination intensity yielded fitted slopes of
1.45kT/q for the control device and 1.26kT/q for the target
device, as calculated using eqn (S5) (Fig. 5g). Dark J-V measure-
ments (Fig. 5h) revealed that the BCF-treated devices exhibited
a lower dark saturation current and reduced leakage current
compared to the control device, indicating suppressed leakage
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pathways and improved diode ideality. This suggests a
reduction in trap-assisted recombination, further corroborating
the higher PCE of the BCF-modified device.

To investigate the influence of the BCF additive on the
optical properties of the perovskite photoactive layer, UV-vis
absorption spectra were measured. Fig. S24 demonstrates that
the target perovskite film exhibited enhanced light absorption
intensity, primarily due to improved perovskite crystal quality.
Tauc plots derived from the UV-vis absorption data confirmed a
bandgap (E,) of 1.68 eV for the perovskite absorber layer.
Ultraviolet photoelectron spectroscopy (UPS) also
employed to analyze the optoelectronic properties of the per-
ovskite films (Fig. S25). The UPS results indicated a decrease in
work function (W) from 4.31 eV (control) to 4.25 eV (target),
consistent with Kelvin probe force microscopy measurements

was
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(Table S9). The upward shift in WF suggests that the perovskite
surface exhibits n-type doping characteristics after BCF incor-
poration, which is expected given that BCF is a Lewis base. The
energy level diagram for the PSC functional layers is presented
in Fig. 5i. The introduction of BCF optimizes the energy level
alignment at the perovskite/ETL interface, enhancing carrier
extraction and contributing to the higher PCE achieved in the
photovoltaic devices. These findings underscore the significant
role of BCF in improving the performance of wide-bandgap
PSCs through enhanced crystallinity, trap passivation, and
optimized energy level alignment.*®

Comprehensive stability studies were then carried out in
accordance with the stability protocols for PSCs. In ambient
stability tests, the unencapsulated devices were stored in air
with a relative humidity of 55% at 25 £+ 5 °C and their
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Fig. 5

(a) Schematic diagram of the inverted 1.68 eV wide-bandgap PSC device structure. (b) The forward and reverse sweep J-V curves of the best-

performance devices with the differently processed perovskite absorber films. (c) EQE spectra of the target perovskite absorber films. (d) and (e) The Voc
and PCE distributions for the different series of devices. (f) The maximum power point steady-state power output for target devices under 1 sun
illumination. (g) Light intensity dependence of V¢ for control and target devices. (h) Dark J-V curves of PSCs fabricated using differently processed
perovskite films. (i) Energy level diagram of differently processed perovskite films. (j) The long-term stability test for the unencapsulated devices stored in
air with a relative humidity of 50% at 25 + 5 °C. (k) The heat stability test of unencapsulated PSCs with and without BCF upon heating at 85 °C in N». (1)
Operational stability of PSCs in the MPPT regime under 100 mW cm™2 white LED illumination in N, at a temperature of approximately 50 °C.
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performance was regularly monitored, as can be seen in Fig. 5j.
After ambient storage for approximately 50 days, the control
devices maintain, in average, only 50% of their initial PCE,
while the target series of PSCs maintain, in average, 90% of
their initial PCE, respectively, which is attributed to the high-
quality perovskite films and a higher exposure ratio of the (111)
crystal plane of target devices. The heat stability of unencapsu-
lated devices at 85 °C with day/night cycles was assessed.
Remarkably, PSCs based on BCF retained above 90% of their
initial efficiency after 300 h, compared with 60% retention
(Fig. 5k). Operating stability was assessed under harsh condi-
tions in N, at a temperature of approximately 50 °C (unencap-
sulated, continuous 1 sun illumination, and negative electric
bias) (Fig. 51). The PSCs employing BCF as a modifier retain
90% of their initial PCE value after 750 h, in sharp contrast to
the low 50% PCE retention observed for the control devices.

2.5. Perovskite/Si tandem solar cells

We utilized BCF-modified perovskite films to fabricate mono-
lithic perovskite/c-Si TSCs based on c-Si solar cells in Fig. 6a,
which is the first time that the 1.68 eV wide-bandgap perovskite
prepared by the all-solution two-step method has been applied
in a perovskite/silicon TSC device. The sputtered indium zinc

View Article Online
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oxide (IZO) was used as a transparent electrode with a thickness
of 40 nm. It is worth noting that in order to ensure the complete
coverage of the perovskite film on the silicon pyramids, we
increased the concentration of the PbX, precursor solution
from 1.5 M to 1.8 M. The cross-sectional SEM images of the
PbX,/silicon stack are shown in Fig. S26. The detailed fabrica-
tion method of the tandem device can be found in the experi-
mental section of the SI. Compared with the single-junction
PSCs preparation process, the top perovskite sub-cell of the
TSCs was optimized due to the light trapping effects enabled by
covering the entire surface of the silicon with pyramidal struc-
tures. Fig. 6b shows the cross-sectional SEM image of the Si/
NiOx/Me-4PACz/perovskite/C60/SnOx/1ZO/Ag/MgFx  structure.
The best-performing perovskite/c-Si TSCs of 1 cm” using BCF
modifier achieved a champion PCE of 31.12%, Vg of 1.940 V,
Jsc 0f 20.265 mA cm ™2, and FF of 79.2% under reverse scan with
a negligible hysteresis (Fig. 6c and Table S10 and S11). We also
verified the reproducibility of the processes, exhibiting a nar-
row statistical distribution, acquired from 16 devices of multi-
ple processing batches (Fig. 6d). Fig. 6e shows the EQE spectra
of the two sub-cells in the high-performance BCF-based per-
ovskite/c-Si TSCs devices. The integrated Jsc values for the

perovskite and silicon sub-cells are 20.41 and 20.28 mA cm ™2,
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Fig. 6

(a) Schematic structure of TSCs. (b) Cross-sectional SEM image of a perovskite/silicon tandem device. (c) J-V curve of the champion of TSCs. (d)

The Voc, Jsc, FF and PCE distributions for the different series of devices. (e) EQE spectra of the target tandem device and corresponding integrated Jsc of
the sub-cells. (f) A SPO at maximum power point as a function of time of TSCs. (g) MPP tracking of the unencapsulated devices in an N, atmosphere
under one-sun white-light LED illumination at a temperature of approximately 50 °C.
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respectively, which closely match the values extracted from the
J-Vscan curve. The stabilized PCE of 30.81% is recorded for the
BCF-modified TSCs device after continuous 1 sun illumination
for 300 s (Fig. 6f), closely consistent with the j-V result. The
unencapsulated TSC device exhibits decent operational stability
by maintaining 90% of the initial PCE for 500 h after contin-
uous operation in the MPP tracking regime under LED lamp
illumination in a nitrogen environment (Fig. 6g). Here, it
should be noted that the fabricated perovskite/c-Si TSCs exhibit
good stability under ISOS-L-1 conditions, but there remains a
gap compared to state-of-the-art tandem devices prepared by a
one-step method. Although the all-solution two-step method
successfully generated a uniform and pinhole-free perovskite
film on the surface of the sub-micron pyramid structured c-Si
cells, due to the limitation of the unreacted lead iodide at the
pyramid bottom, the challenge of extracting photogenerated
carriers from the perovskite layer has not been fully
addressed.”” To address the challenge, achieving a balance
between light management using submicron-scale pyramids
and the existence of the unreacted lead iodide in the thick
perovskite film prepared by all-solution two-step method is
crucial for unifying the stability of tandem and single-
junction photovoltaic cells.*®

3. Conclusion

The incorporation of BCF into the 1.68 eV wide-bandgap
perovskite through the all-solution two-step method signifi-
cantly enhanced both device efficiency and stability. By lever-
aging the synergistic effects of boron-halogen covalent bonding
as well as hydrogen-bonded complexes, we successfully modu-
lated crystallization of 1.68 eV wide-bandgap perovskite films,
thus stabilizing uniform halide distribution and delaying the
reaction between the organic ammonium salt and the inorganic
precursor. BCF molecules are shown to localize on the surface
of the perovskite films and at the gain boundaries, thereby
inhibiting nonradiative recombination losses and suppressing
phase segregation. As a result, we achieved single-junction
wide-bandgap PSCs with a remarkable efficiency of 23.49%
and a high open-circuit voltage (Voc) of 1.291 V, corresponding
to a low V¢ loss of only 0.39 V. This represents one of the
highest reported PCE values for such devices to date. Further-
more, we pioneered an all-solution two-step sequential deposi-
tion method for preparing 1.68 eV perovskite/silicon tandem
solar cells on textured silicon, exhibiting a PCE of 31.12% and a
Voc output of 1.940 V, which are the highest among those of
tandem cells prepared by a two-step method. Our rational
modification strategy, utilizing the BCF molecule for perovskite
crystallization regulation, offers a highly promising pathway
toward achieving superior efficiency and stability in wide-
bandgap PSCs. This study underscores the critical role of
precise control over perovskite crystallization kinetics in advan-
cing the performance of wide-bandgap PSCs and perovskite/
silicon tandem solar cells, thus paving the way for their broader
industrial application.

This journal is © The Royal Society of Chemistry 2025
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