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Based on 2,5-thiophenedicarboxylate (thdc), two isomorphic

frameworks, [Zn(thdc)(dpNDI)]n, are assembled from zinc ions and

N,N0-di(4-pyridyl)-1,4,5,8-naphthalenediimide (dpNDI). Because of

the significant difference in their porous structures, these isomers

show different charge-transfer interactions with electron-donating

aromatic molecules.
Porous coordination polymers (PCPs),1 which are assembled using

metal ions as nodes and organic ligands as linkers, are an intriguing

class of porous materials that have been vigorously studied for

applications in storage2 and separation.3 This is because their

designable framework architectures provide confined spaces that

selectively and efficiently trap specific gas molecules, such as

hydrogen,4 acetylene,5 and carbon dioxides.6 The pore surface des-

ignability of PCPs using strategic organic chemistry provides

a further opportunity to incorporate redox-active organic molecules

as the framework scaffold for a potential application as colorimetric

sensors, especially when the redox-active module interacts with

a guest species confined in the pores, to produce a charge-transfer

(CT) transition that can be modulated by the redox potential of the

guest molecules.7 One of the advantages of using PCPs is that the

individual redox-active molecules are aligned with spatial regularity,

which prevents preferential aggregation. Therefore, the alignment of

organic linkers and the resulting pore structure can be controlled by

topological design of the frameworks,8 which enables altering of the

conformation of the trapped guest species and the CT interaction

between the redox-active module and the guest molecule.

The design of the framework topology relies both on the geometry

of the metal ions and on the connecting angle of the organic linkers.
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In this sense, 2,5-thiophenedicarboxylate (thdc) can work as

a topology-directing ligand because of its unique connecting angle

(152�), as seen in themiddle of twowell-known dicarboxylate linkers:

terephthalate (tpa, 180�) and isophthalate (isa, 120�), as shown in

Scheme 1. Therefore, thdc is expected to induce the formation of two

different framework isomers that were originally composed of either

tpa or isa, respectively. These dicarboxylate linkers are often used

simultaneously with diamine linkers to construct porous frameworks;

tpa forms a three-dimensional (3D) pillared-layer framework and isa

forms an interdigitated two-dimensional (2D) framework, a so-called

CID, where CID ¼ coordination polymer with an interdigitated

structure.9,10 We introduced N,N0-di(4-pyridyl)-1,4,5,8-naph-
thalenediimide (dpNDI) as a diamine linker with redox-active

properties. Because dpNDI has an electron-accepting ability, it is

possible to form CT complexes with electron-donating guest mole-

cules11 incorporated into the pores. Here, we report two topological

isomers of PCPs with thdc and dpNDI. The conformation of thdc

induces either an isa-type 2D framework or a tpa-type 3D frame-

work. The resulting frameworks show different colorimetric proper-

ties arising from the structural dimensionality and flexibility.

A 3D framework of {[Zn(thdc)(dpNDI)]$6DMF}n (1IDMF)

was synthesized from the reaction of Zn(NO3)2$6H2O, H2thdc and

dpNDI in a DMF solution at 393 K. Single-crystal X-ray diffraction

analysis‡ showed that 1IDMF has a pillared-layer structure, where

dimeric Zn ions are bridged by four thdc moieties to form the 2D

layer structure, followed by connecting layers of dpNDI at the axial

positions of the Zn ions, as shown in Fig. 1 and 3. As a result, the Zn

ions have a unique trigonal bipyramidal geometry. An analogous

structure with 2,5-dihydroxyterephthalate (dhytpa) and 4,40-bipyr-
idine (bpy) has been reported as [Zn(dhytpa)(bpy)], where the dhytpa

and Zn ions form a 2D layer and the bpy is the pillar ligand.12The 2D

layer of 1IDMF is flatter than [Zn(dhytpa)(bpy)], although the

dimeric Zn moieties are similar to each other (Fig. 3a and b).The

dihedral angle between the octagon motif of the dimeric Zn moiety

and the thiophene or phenylene rings is 0� and 14.12� for 1IDMF

and 16.77� for [Zn(dhytpa)(bpy)], respectively. The void volume,
Scheme 1 The angles between two carboxylates for tpa, thdc and isa.
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Fig. 1 Crystal structure of 1IDMF showing (a) coordination envi-

ronment of Zn(II) ion and (b) pillared layer structure. Gray, blue, red,

yellow, and navy are C, N, O, S and Zn, respectively. The hydrogen

atoms and guest molecules are omitted for clarity. (c) VDW surface

colored by the interpolated charge.

Fig. 3 Coordination environment of Zn(II) ion for (a) 1IDMF, (b)

reported PCP; {[Zn(dhytpa)(bpy)]$4DMF}n, (c) 2IDMF$MeOH and

(d) reported PCP; {[Zn2(isa)2(bpy)2]DMF}n.

Fig. 2 Crystal structure of 2IDMF$MeOH showing (a) coordination

environment of Zn(II) ion and (b) 3D assembled framework with 2D layer

structures. Gray, blue, red, yellow, and navy are C, N, O, S and Zn,

respectively. The hydrogen atoms and guest molecules are omitted for

clarity. (c) VDW surface colored by the interpolated charge. Blue and

orange lines mean the intersecting linear pores.
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Vvoid, is 62.7% of the total crystal volume, calculated using the

PLATON software package. Thermogravimetric analysis of

1IDMF showed the release of DMF molecules from the cavities

with increasing temperature up to 423 K. No further weight loss was

observed up to 533 K (see ESI†, Fig. S1).

By contrast, the 2D CID-type framework of {[Zn(thdc)(dpNDI)]$

10MeOH$2DMF}n (2IDMF$MeOH) was synthesized by simply

changing the solvent system from DMF to a mixture of DMF/

MeOH. Single-crystal X-ray diffraction analysis showed the existence

of a similar dimeric Zn moiety to 1IDMF which was connected by

four thdc molecules to produce a one-dimensional (1D) double-chain

structure of {[Zn(thdc)]}n along the [100] direction, followed by

a connection of the chains by dpNDI in the axial position of the Zn

ions to give a 2D layer motif. The 2D layers are mutually interdigi-

tated to create a 3D assembled porous framework (Fig. 2). The

structure of 2IDMF$MeOH consists of two types of intersecting

linear pores, in which five methanol and one DMF molecules are

accommodated. The void volume, Vvoid, is 33.5% of the total crystal

volume. Thermogravimetric analysis of 2IDMF$MeOH showed

a stepwise release of solvent, indicating that five methanol and one

DMF molecules were released up to 403 K (see ESI†, Fig. S2).

A series of CID structures has been reported with bpy as the

diamine linker and a variety of dicarboxylic acids with connecting

angles of 120�. Examples are isophthalate derivatives, benzophenone-

4,40-dicarboxylate, and 2,7-naphthalene dicarboxylate. Note that

whereas the coordination environment of the Zn ions and the

resulting Zn dimer structure of 1 and 2 are similar to each other, the

shapes constructed by the two Zn ions and the two carboxylate

moieties differ. In 1 the shape is octagonal and in 2 it is hexagonal, as

shown in Fig. 3.The coordination angle of the C–O–Zn bond in the

polygons is 131.5(2)� and 157.6(2)� for 1 and 113.9(3)� and 170.4(3)�

for 2. Interestingly, all the reported CID structures have hexagonal

Zn dimer moieties and this unique dimer structure seems to be

essential for obtaining the 1D double-chain structure. Moreover,

a significant difference in the molecular orientation was observed for
This journal is ª The Royal Society of Chemistry 2011
thdc, which does not participate in the formation of the polygon, but

coordinates to the Zn ions in a monodentate fashion. Whereas the

sulfur atoms of the thiophene moieties are facing in a head-to-head

fashion in 2 (Fig. 3c), those in 1 are flipped over to face in a head-to-

tail fashion (Fig. 3a). Despite the similarity of the coordination

environments of the Zn atoms in both 1 and 2, the conformational

difference of the thdc is the key in differentiating the dimensionality of

the resulting framework structures, and leads to the framework

polymorphism.
CrystEngComm, 2011, 13, 3360–3363 | 3361
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Unfortunately, the framework structure of 1was not stable enough

to preserve its crystallinity after the removal of the guest molecules,

which made it difficult to elucidate its gas adsorption properties.

However, we obtained guest-free crystalline samples of 2. Adsorption

measurements of 2were carried out for CO2, N2, andO2, as shown in

Fig. 4. A series of CID compounds has been reported to show

selective guest adsorption properties, thanks to their structural flexi-

bility and the hydrophobicity of the pore surface.9Moreover, a highly

selective adsorption of CO2 from a ternary mixture of O2, N2, and

CO2 has been demonstrated.10 As shown in Fig. 4, the adsorption

isotherms show a steep uptake for CO2 and O2 at low relative pres-

sures, but a gradual uptake for N2. This gradual adsorption for N2

suggests a slower diffusion of N2 molecules in the pores. In general,

CID frameworks either do not adsorb N2 or show a gate-opening

phenomenon at 77K because of their intrinsically small pores. In this

study, for the first time, we have elongated the diamine linker from

bpy to dpNDI, giving rise to a larger channel structure. Even though

a slower diffusion rate was observed, the framework of 2 accom-

modated a significant amount of N2 molecules. Note that compared

with the saturated adsorption amount for CO2 and N2 (112 cm3 g�1

(STP)), a significant increase in O2 uptake (174 cm3 g�1 (STP)) was

observed with a step atP/P0¼ 0.01. The adsorption amount of O2 at

this pressure is comparable to the saturated adsorption amounts of

CO2 and N2 (Fig. 4b). Further O2 uptake over P/P0 ¼ 0.01 suggests

that the structural transformation of 2 induces further pore opening,

resulting in an increase in O2 adsorption. The specific interactions

between the framework and the O2 molecules may be important for

the guest-selective structural change,13 although the reason remains

unclear.
Fig. 4 (a) Adsorption (filled circles) and desorption (open circles)

isotherms of 2 for O2 (red) at 77 K, CO2 (black) at 195 K and N2 (blue) at

77 K. (b) Adsorption and desorption isotherms plotted against the log-

arithmic relative pressure.

3362 | CrystEngComm, 2011, 13, 3360–3363
Finally, we elucidated the CT character between the NDI moiety

of the framework and aromatic guest molecules with an electron-

donating ability. Three different donating guest molecules, anisole,

1,2-dimethoxybenzene (DMB), and N,N-dimethylaniline (NDMA),

were successfully incorporated into the pores of both 1 and 2 using

a guest-exchange protocol, where the as-synthesized samples were

soaked in a liquid of each of the guest molecules. As shown in Fig. 5,

the electronic absorption spectrum of each sample was measured. In

all cases, the characteristic CT transition band was observed in the

visible light region, resulting in a color change of the crystalline

sample. A red shift in the CT transition band was observed in both 1

and 2 on increasing the donating ability of the guest molecules from

anisole to NDMA. For anisole and NDMA, both frameworks

exhibited similar spectra as well as resulting colors: yellow for anisole

and violet for NDMA. By contrast, the interaction of NDI with

DMB gives different colors: red for 1IDMB and orange for

2IDMB, which indicate that the CT interaction of NDI with DMB

in 1 was stronger than that in 2.

Powder X-ray diffraction (PXRD)measurements were carried out

on all the samples to determine the structural transformations in

response to the guest molecule exchange. The PXRD patterns of

1Iguest showed significant shifts of the 110 and 200 diffractions

peaks on accommodating the aromatic guest molecules, compared to

the as-synthesized framework of 1IDMF (see ESI†, Fig. S4).

Because no shift in the 002 diffraction peaks was observed, the 2D

layer structure exhibited a shearing transformation in the ab plane to

efficiently trap and interact with the aromatic donormolecules and to

enhance the CT interaction. On the other hand, all the XRD patterns

of 2Iguest look similar, showing the very small structural change in

response to the guest molecule exchange. The less framework
Fig. 5 Diffuse reflectance UV-Vis spectra of (a) 1Ianisole (yellow line),

1IDMB (red line) and 1INDMA (purple line), and (b) 2Ianisole

(yellow line), 2IDMB (orange line) and 2INDMA (purple line).

Photographs of their samples are shown in the graph.

This journal is ª The Royal Society of Chemistry 2011
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flexibility of 2most likely makes it difficult to especially interact with

sterically bulky DMB, resulting in a less enhanced charge-transfer

transition band in the electronic absorption spectrum.

In conclusion, we have synthesized the framework isomers of

redox-active and flexible PCPs, [Zn(thdc)(dpNDI)]n, using dpNDI as

the electron-accepting ligand and thdc as the topology-directing

ligand. The unique connecting angle of thdc promotes the formation

of either a 3D pillared-layer framework or an interdigitated 2D layer

framework, which are originally synthesized with terephthalic acid or

isophthalic acid, respectively. Furthermore, these isomers show

different CT interactions with electron-donating aromatic molecules

because of their intrinsic porous structure determined by their

topology. Such topological design of PCPs can be used in guest-

selective sensor materials.
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‡ Crystal data for 1IDMF: C30H14N4O8SZn Mr ¼ 655.91, monoclinic,
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60 561 reflections measured, 13 398 unique (Rint ¼ 0.1213), 7775 (I > 2s
(I)) were used to refine 397 parameters, wR2 ¼ 0.1911 (I > 2s(I)), R1 ¼
0.0643 (I > 2s(I)), GOF ¼ 0.880. CCDC 782568.
Crystal data for 2IDMF$MeOH: C30H14N4O8SZn Mr ¼ 655.91,
triclinic, space group P�1, (#2), a ¼ 10.373(6) �A, b ¼ 11.875(7) �A, c ¼
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7742 unique (Rint ¼ 0.0818), 5156 (I > 2s(I)) were used to refine 397
parameters, wR2 ¼ 0.2183 (I > 2s(I)), R1 ¼ 0.0757 (I > 2s(I)), GOF ¼
1.020. CCDC 782567.
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