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Biodegradable lignin nanocontainers†

Doungporn Yiamsawas,a Grit Baier,a Eckhard Thines,bc Katharina Landfestera

and Frederik R. Wurm*a
The abundant biomaterial lignin was used to prepare hollow nano-

capsules by interfacial polyaddition in inverse miniemulsions. These

cross-linked lignin nanocontainers can be loaded with hydrophilic

substances which can be released by an enzymatic trigger from

natural plant extracts revealing them as potential nanocontainers for

agricultural applications.
Lignin is one of the most abundant renewable biomaterials
which can be extracted from plants and which represents
approximately 15–30% of their total mass besides cellulose.1 In
spite of these high amounts and its ready availability, lignin is
normally considered as a non-preferred byproduct from the
paper industry for example with over 30 mio tons per annum.2 A
major reason for this is probably the complexity of the lignin
structure with very broad molecular weight distributions and
limited solubility, thus only 2% of lignin (mainly lignosulfo-
nates) are applied in industry or in agricultural uses as binders
for animal feed pellets, bricks, ceramics, or road dust, disper-
sants for oil well drilling products etc.1,3,4 The main structural
elements of lignin, a phenolic polymer, are three basic struc-
tural elements (4-hydroxyphenyl, guaiacyl, and syringyl resi-
dues) which are connected via aromatic and aliphatic ether
bonds that build up a hyperbranched, i.e. irregularly branched
polymer.1,2 Because lignin has both phenolic and aliphatic
hydroxyl groups, its further modication is obvious and was
investigated in various publications. Recently, lignin doped
with multi-walled carbon nanotubes were studied as chemical
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sensors.5 In addition, lignin lms were modied at the OH-
groups to grow polymer brushes.6

Herein, we make use of a water-soluble lignin fraction to
generate lignin–polyurea/polyurethane nanocontainers at the
interface of stable water nanodroplets in an inverse mini-
emulsion. With this protocol, potentially biodegradable nano-
containers with an aqueous core are obtained allowing the
efficient encapsulation of hydrophilic substances as reported
for other systems previously.7,8 As lignin is biodegradable and
nontoxic, this platform can be widely applied as nanocontainers
for the encapsulation of bioactive drugs, for example, to
generate advanced agricultural applications or to encapsulate
fertilizers or pesticides which was only studied on the macro-
scopic scale (i.e. blending) to date.9–11

This is the rst report on the utilization of the highly
abundant biomaterial lignin to generate hollow nanocontainers
that can be cleaved by naturally occurring enzymes. In an
inverse miniemulsion the crosslinking polymerization of lignin
was tailored to take place only at the interface of stable aqueous
nanodroplets (acting as capsule templates) dispersed in an
organic solvent.12 Enzyme-responsive, cleavable cross-linked
lignin nanocontainers were thus generated by selective poly-
addition at the oil–water interface. We chose the reaction of
toluene diisocyanate (TDI) with the lignin hydroxyl groups to
generate a cross-linked shell surrounding a liquid aqueous core
(Scheme 1).

Lignosulfonic acid sodium salt or lignin was dissolved
together with sodium chloride in Milli-Q water in order to
generate the dispersed phase which was then mixed with
cyclohexane containing the biocompatible surfactant poly-
glycerol polyricinoleate (PGPR). The pre-emulsion was stirred at
room temperature and subsequently ultrasonicated in order to
generate the stable miniemulsion. The polyaddition reaction at
the interface of the miniemulsion nanodroplets was initiated
aer a solution of TDI in cyclohexane was added drop-wise to
the previously formed miniemulsion (compare Scheme 1). The
reaction was kept at room temperature overnight in order to
ensure complete consumption of the active species. The
RSC Adv., 2014, 4, 11661–11663 | 11661
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Scheme 1 Synthetic protocol for the generation of hollow lignin
nanocontainers by inverse miniemulsion.
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obtained lignin nanocapsule dispersion in cyclohexane was
stable over a period of several months. The diameters of the
capsules and the morphology were determined via dynamic
light scattering (DLS) and electron microscopy (SEM and TEM),
respectively. The nanocontainers were then transferred into
aqueous dispersion without the use of an additional surfactant
due to the presence of sulfonic acid groups of the starting
lignosulfonic acid producing (aer dialysis) a surfactant free
aqueous dispersion of the lignin nanocapsules. For lignin alkali
(which does not carry additional ionic side groups) the same
synthetic protocol was applied; however in this case a surfactant
(sodium dodecylsulfate) had to be added to allow redispersion
of the nanocapsules in water.

Since the isocyanate groups of TDI at the water–oil interface
not only react with the hydroxyl group in the lignin molecules
but can also be hydrolyzed by water to amine groups, also urea
linkages can be found in the capsule shell, consequently pol-
y(urea–urethane) cross-linked lignin nanocontainers are
generated (Scheme 1). From the IR spectra the presence of the
urethane carbonyl bond at 1715 cm�1 and the urea carbonyl
vibration at 1639 cm�1 were conrmed as presented in Fig. 1.
Fig. 1 FT-IR spectra of lignin (top) and several lignin nanocontainers
with varying amount of cross-linker from dispersion in cyclohexane.

11662 | RSC Adv., 2014, 4, 11661–11663
Moreover with increasing the amount of TDI in the reaction, the
intensity of these vibrations increases indicating a higher
degree of crosslinking within the nanocapsule shell. Further,
from the FT-IR spectra, the ratio between urethane and urea
bonds can be estimated by the peak area of the characteristic
band of urethane/urea which decreased from 0.9 to 0.6 with
increasing amount of TDI. This can be rationalized by
pronounced reaction of the isocyanate groups with water in the
presence of a large excess of TDI resulting in urea formation.13,14

All prepared nanocontainers are highly functional: in cyclo-
hexane dispersion the presence of isocyanate groups on the
capsule surface can also be detected (at 2272 cm�1) which could
be used to further functionalize the capsules from the outside.

These reactive groups are hydrolyzed to amine groups when
the nanocontainers are dispersed in water which could be also
addressed in further reactions (compare ESI Fig. S2†).

The cross-linked lignin nanocontainers exhibit diameters in
the range of 162 to 220 nm and 311 to 390 in cyclohexane or
water, respectively, as determined by DLS with varying amount
of the cross-linker TDI (compare Table S1 and Fig. S1 in the
ESI†). The nanocontainers remained stable aer being redis-
persed in water over a period of several weeks. Nevertheless the
diameter of the nanocapsules in buffer solution is slightly larger
than in cyclohexane probably due to swelling and some aggre-
gation. To further conrm the morphology of the lignin nano-
capsules, scanning and transmission electron microscopy
techniques were performed as shown in Fig. 2 for the cyclo-
hexane dispersions (a representative image for the redispersed
nanocontainers can be found in the ESI Fig. S3†). In all cases
hollow capsule structures were identied and their diameters
correspond well to the result from dynamic light scattering.
From the TEM images an average capsule wall thickness for all
dry samples of 10–20 nm can be determined (compare ESI
Fig. S4†).

Laccases are well-known enzymes present in the lignolitic
systems of many fungi. Such enzymes are typically used for
delignication, so in order to proof natural nanocapsules
degradation, laccase is used as a natural model to degrade the
lignin capsules. White rot fungi have been discussed in large
Fig. 2 SEM (top) and TEM (bottom) images of several hollow lignin
nanocontainers with varying amount of cross-linker.

This journal is © The Royal Society of Chemistry 2014
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Fig. 3 Release profile of the lignin nanocontainers prepared with
0.2 mM of TDI after degraded by Xylaria sp. IBWF A55-2009 laccase at
50 �C.

Communication RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

1 
Fe

br
ua

ry
 2

01
4.

 D
ow

nl
oa

de
d 

on
 1

/1
7/

20
26

 1
2:

29
:2

7 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
detail as natural resources for laccases. In contrast to the
lignolitic enzymes of these basidiomycetes, ascomycetes of the
Xylariaceae family have not been intensively been studied.
However, the presence of Xylaria species on decaying wood in
almost all forests indicates an important role in the recycling of
lignin.15 In order to investigate the biodegradability of the lignin
nanocapsules, the hydrophilic uorescent dye sulforhodamine
(SR101) was encapsulated, which is released upon degradation
of the capsule shell. The cleavage of the cross-linked lignin shell
was studied by a laccase from the fungus Xylaria sp. IBWF-A55-
2009. Fig. 3 shows the release of SR101 for the enzymatic
cleavage by laccase (IBWF-A55-2009 laccase) at 50 �C aer
incubation over a period of 24 h at pH 3 and pH 7. At pH 3 and
50 �C, which are the optimum working conditions for this
enzyme, a high amount of released SR101 was detected;
however, also at neutral pH enzymatic release was proven to be
effective. The enzyme extraction also proved to be efficient in
cleaving the capsule shell and the released amount depends on
the cross-linking density (compare ESI Fig. S5–S7†). This indi-
cates that the lignin nanocontainers with higher degree of
crosslinking have a denser network with polyurea–urethane
bond are probably cleaved much slower by the enzyme.

In addition, the release prole of the dye at room tempera-
ture at pH 7 which was assumed as the most natural condition
was also studied and similar results were detected (compare
ESI†). However, the rate of the dye release in natural conditions
was slower than in the proper condition of enzyme. These
experiments prove that the polyurethane/urea linkages do not
hamper the enzymatic cleavage of the novel lignin nano-
capsules and make them useful nanocontainers for future
agricultural applications.

Conclusions

In conclusion, this work presents the rst synthesis of hollow
lignin nanocontainers with an aqueous core. They have been
This journal is © The Royal Society of Chemistry 2014
prepared by selective polyaddition at the interface of stable
aqueous nanodroplets in an inverse miniemulsion. The reac-
tion setup allows the efficient encapsulation of hydrophilic
substances (drugs, fertilizers, pesticides) which was proved by
the hydrophilic model compound (SR101). The obtained lignin
nanocontainers showed diameters in the range of 150–200 nm
and were stable in organic or aqueous dispersion over a period
of several weeks–months. In addition, enzymatic degradation of
the lignin nanocontainers has been performed by laccase as a
model enzyme and also by a mixed enzyme cocktail extracted
from natural fungi. This robust protocol makes the degradable
lignin nanocontainers to an attractive long-term release system
based on the renewable resource lignin that is currently under
investigation in our group.
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