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Supramolecular assemblies of semiconductor
quantum dots and a bis(bipyridinium) derivative:
luminescence quenching and aggregation
phenomena†

Marek Oszajca,ab Christophe Lincheneau,a Matteo Amelia,a Massimo Baroncini,a

Serena Silvi,a Konrad Szaciłowskibc and Alberto Credi*a

We have synthesized CdSe and CdSe–ZnS core–shell luminescent nanocrystal quantum dots and studied

their interaction with a ditopic bis(bipyridinium) compound in solution. The latter strongly quenches the

luminescence of the quantum dots by a static mechanism, indicating that the nanocrystal and molecular

components undergo association in the ground state. Photoexcitation of these inorganic–organic

hybrids causes an electron-transfer process from the conduction band of the nanocrystal to the LUMO

of the molecule. The ability of the bipyridinium-type species to trigger association of the quantum dots

is evidenced by spectrofluorimetric titrations and DLS measurements in solution, and confirmed by TEM

experiments on surfaces. The quantum dot–molecule complexes can be disassembled in solution by

addition of a calixarene host capable of encapsulating the bipyridinium units of the molecular connector.

Our results demonstrate that supramolecular chemistry offers convenient ways to control the

aggregation of semiconductor nanocrystals, a crucial task for the generation of nanostructured arrays

with well defined properties.
Introduction

Quantum dots (QDs) are semiconductor nanocrystals with
diameters ranging between 1 and 15 nm and are characterized
by the quantum connement of the charge carriers.1 Quantum
connement confers peculiar optoelectronic properties2 to
QDs – in particular, a large molar absorption coefficient in the
UV-visible and an intense size-tunable luminescence band
with a narrow spectral prole – that render them valid substi-
tutes for molecular luminophores3 for a variety of technological
applications.4 Moreover such properties, together with a high
thermal and photochemical stability, and versatile surface
functionalization, make QDs attractive components for the
construction of photoactive nanocrystal-molecule assemblies.5,6

The vast majority of QD-molecule nanohybrids reported to
date are based on the covalent attachment of the molecular
units to the nanocrystal surface.6 Such a strategy requires the
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synthesis of derivatives in which the molecule of interest is
connected to a ligand moiety for the QD surface, and the opti-
mization of exchange procedures in order to replace the native
ligands of the nanocrystal with the functional ones. Several
recent reports, however, have shown7,8 that bare semiconductor
nanocrystals and functional molecular components can be self-
assembled in an efficient manner taking advantage of supra-
molecular interactions in solution. This approach is advanta-
geous because (i) no exchange of the capping ligands of the
quantum dots is required, (ii) the molecular components do not
need to have a surface docking unit, and (iii) the association
process, relying on non-covalent interactions, is reversible
under appropriate conditions.

In a previous investigation9 we showed that CdSe–ZnS core–
shell QDs form remarkably stable supramolecular complexes
with 1,10-dialkyl-4,40-bipyridinium salts in nonpolar solvents,
most likely owing to a combination of van der Waals forces
between the guest and the surface-bound molecular monolayer,
and solvophobic effects experienced by the positively charged
guest. These complexes may also be stabilized by electrostatic
interactions between the bipyridinium units and the negatively
charged ZnS surface.10 The formation of these complexes is
signalled by the decrease of the luminescence intensity of the
nanocrystals, which is quenched because of a photoinduced
electron-transfer process from the QD conduction band to the
LUMO of the nearby bipyridinium unit.9,11,12 The original
RSC Adv., 2014, 4, 29847–29854 | 29847
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luminescence intensity of the nanoparticles could be quanti-
tatively restored upon addition of a calix[6]arene host able to
compete with the QDs for the bipyridinium quenchers.9

On the basis of these results we designed and synthesized a
new bis(bipyridinium) derivative 14+ (Chart 1), composed of two
4,40-bipyridinium units linked together by means of a p-xylylene
spacer and bearing decyl side chains. We then investigated the
association of 14+ with either CdSe or CdSe–ZnS core–shell
quantum dots in organic solution, using absorption and lumi-
nescence spectroscopy, dynamic light scattering, and trans-
mission electron microscopy. The complexation of the
bipyridinium units of 14+ by the calix[6]arene host 2 was also
investigated and successively exploited to cause the detachment
of 14+ from the nanocrystals by competitive binding.

The general motivation of this work is to identify simple and
efficient strategies for assembling quantum dot and molecular
components, and to increase our knowledge of nanocrystal–
molecule interactions. More specically, the present study is
aimed at understanding whether the ditopic structure of the 14+

guest can be exploited to induce the aggregation of the nano-
crystals in solution, and if such a phenomenon is chemically
reversible. Using supramolecular complexation to control
aggregation of semiconductor nanocrystals13 is a promising
route for the construction of colloidal superparticles14 and
ordered two- and three-dimensional nanocrystal arrays (super-
lattices and articial solids)15 that could exhibit useful chemical
and optoelectronic properties.16
Experimental
Materials and methods

Cadmium oxide (CdO, 99.99%), 1-hexadecylamine (HDA, 98%),
tri-n-octylphosphine oxide (TOPO, 99%), 1-n-octadecene (ODE,
90%), oleic acid (OA, 99%) and n-octadecylamine (ODA, 99%)
were purchased from Aldrich; elemental selenium (99.999%,
Chart 1 Structural formulas of the investigated molecular
components.

29848 | RSC Adv., 2014, 4, 29847–29854
200 mesh), and tri-n-butylphosphine (97%) were from Alfa
Aesar. 1,4-Bis(1-decyl-4,40-bipyridinium-10-methyl)benzene
tetrachloride (1$4Cl) was synthesized according to a previously
published procedure.17 Commercially available compounds
were reagent grade quality and were used without further
purication. The tris(N-phenylureido)calix[6]arene 2 was a gi
from Profs A. Arduini and A. Secchi, Università di Parma, and
was available from previous investigations.9,18 1H And 13C NMR
spectra were recorded at 295 K with a Varian Mercury 400
spectrometer with the deuterated solvent as the lock and the
residual solvent as the internal standard. All chemical shis are
quoted using the d scale, and all coupling constants (J) are
expressed in Hertz (Hz). Melting points were determined using
a Büchi 510 series apparatus and are uncorrected. Air equili-
brated chloroform and acetonitrile (Merck Uvasol™) were used
as the solvents for the spectroscopic measurements.

Absorption and luminescence spectra were recorded in
either air-equilibrated or deoxygenated (argon purged) solu-
tions with a Perkin Elmer Lambda 45 spectrophotometer and a
Perkin-Elmer LS50B spectrouorimeter equipped with a
Hamamatsu R928 phototube, respectively. Luminescence life-
times were measured with an Edinburgh Instruments FLS920
time-correlated single-photon counting spectrouorimeter,
exciting the sample at 405 nm with a pulsed laser.

Titration experiments were carried out by adding small
aliquots of a concentrated stock solution of 14+ to a known
volume of a dilute nanocrystal solution. In all instances the
absorbance at the excitation wavelength was small enough to
avoid inner lter effects and take advantage of the linear rela-
tionship between absorbed and emitted light.19 The experi-
mental errors are �1 nm for the wavelength values, �10% for
the luminescence intensities and lifetimes, and �20% for the
stability constants.

The nanoparticle size distribution was determined by
transmission electron microscopy (TEM) and dynamic light
scattering (DLS) measurements. TEM experiments were carried
out with a Philips CM 100 transmission electron microscope
operating at 80 kV, while HRTEM measurements were carried
out with a FEI Tecnai Osiris S/TEM system operating at 200 kV.
A drop of the nanocrystal solution diluted with hexane was
deposited on a 400 mesh copper coated with formvar support
grid (TAAB Ltd.), which was then dried up under vacuum to
remove any solvent trace. DLS experiments were performed with
a Malvern Nano ZS instrument equipped with a 633 nm laser
diode. The measurements were carried out at 20 �C in air-
equilibrated solutions placed in 1 cm quartz cuvettes. The
samples were ltered twice through 0.1 mm PTFE membrane
lters prior to the measurements. The resulting size is the
average of at least 20 independent experiments, and the stan-
dard deviation is taken as the experimental error.
Synthesis

1,4-Bis(1-decyl-4,40-bipyridinium-10-methyl)benzene hexa-
uorophosphate (1$4PF6). 1,4-Bis(1-decyl-4,40-bipyridinium-10-
methyl)benzene tetrachloride17 was dissolved in hot water and
to the clear mixture a saturated aqueous solution of NH4PF6 was
This journal is © The Royal Society of Chemistry 2014
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Fig. 1 (a) Luminescence spectral changes observed upon titration of
1.5 mM CdSe QDs with 14+. (b) Filled circles, left scale: titration plot
obtained from the QD luminescence intensity at 578 nm in the pres-
ence of increasing amounts of 14+. The dashed and dotted lines show
the tangent to the curve at two different slopes and are a guide for the
eye, not a fit. Empty triangles, right scale: titration plot obtained from
the luminescence lifetime values corresponding to the CdSe emission.
Conditions: air equilibrated CHCl3/CH3CN 9 : 1, room temperature,
lexc ¼ 500 nm.
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added dropwise. The white precipitate was ltered, washed with
water and THF, and dried in vacuo overnight to yield the title
compound in quantitative yield as a pale yellow powder. M.p. ¼
>180 �C (dec.); 1H-NMR (400 MHz, acetone-d6): d¼ 9.48 (d, J¼ 7
Hz, 4H), 9.43 (d, J¼ 7 Hz, 4H), 8.30 (m, 8H), 7.80 (s, 4H), 6.23 (s,
4H), 4.95 (m, 4H), 2.09 (m, 4H), 1.25–1.52 (m, 28H), 0.89 (m,
6H); 13C-NMR (101 MHz, acetone-d6): d ¼ 155.37, 150.25,
144.40, 143.87, 133.32, 130.65, 128.54, 128.42, 65.01, 62.43,
33.12, 32.69, 30.82, 30.78, 30.57, 30.42, 27.43, 24.12, 15.62. MS
(ESI): m/z 1133.9 [M � PF6]

+.
CdSe nanocrystals. The synthesis of CdSe core QDs was

achieved following the procedures developed by Peng and
coworkers,20 with minor modications.21 In brief, the nucle-
ation of the QDs was obtained by reacting the cadmium(II)
precursor with elemental selenium coordinated by TBP at
270 �C in a solvent with a high boiling point. ODE was used as
the solvent, and TOPO and HDA were employed as the surface
ligands. In the growth phase, the temperature was lowered to
250 �C. In a typical synthetic batch, 0.20 mmol of CdO and 0.80
mmol of OA were heated at 170 �C in a three-neck ask con-
nected to a Schlenk line whilst stirring and under an argon ow
until the reaction was completed (the solution turned from
reddish to clear). Aer cooling the mixture to room tempera-
ture, 0.5 g of TOPO, 1.5 g of HDA and 2.0 g of ODE were added,
and the mixture was heated to 270 �C. At this temperature a
swi injection of a room-temperature Se stock solution (2.0
mmol Se, 0.45 g TBP and 1.4 g of ODE, prepared in a glove box
and transferred by syringe) was performed. The temperature
was set at 250 �C immediately aer the injection in order to
allow the nanocrystals to grow. Aer cooling to room tempera-
ture the QDs were puried by 3 extraction cycles with a 1 : 1
methanol–hexane mixture.

CdSe–ZnS core–shell nanocrystals. CdSe–ZnS nanocrystals
were prepared by overcoating a CdSe core with a ZnS shell using
the SILAR procedure.20 In brief, ZnO (0.4 mmol) was dissolved
in a mixture of ODA (1 mL) and ODE (9 mL) at 250 �C, and S (0.4
mmol) was dissolved in ODE (10 mL) at 200 �C. The precalcu-
lated amounts of Zn cations and S anions were heteroepitaxially
deposited through an air-free standard syringe procedure onto
the previously synthesized CdSe nanocrystals. Four layers of ZnS
were deposited on top of the core QDs. As the shell thickness for
a full monolayer of ZnS is 0.31 nm,22 the QD diameter increases
of 2.5 nm aer the deposition of the four monolayers.

Results and discussion
CdSe nanocrystals

The investigated CdSe core nanocrystals in CHCl3 exhibit a
broad UV-visible absorption and the characteristic low energy
exciton peak (lmax ¼ 560 nm) arising from quantum conne-
ment of the charge carriers.1–3 The diameter of the nanocrystals,
determined from the position of their low-energy absorption
peak according to a published procedure,23 resulted to be 3.3
nm, while the molar absorption coefficient of the exciton peak
is 3max ¼ 134 000 M�1 cm�1. TEM Images revealed that the
particles are spherical and well monodispersed, as expected
from the applied synthetic methodology. The luminescence
This journal is © The Royal Society of Chemistry 2014
spectrum of the QDs in air equilibrated CHCl3 at room
temperature shows the intense and narrow luminescence band
(lmax ¼ 578 nm, fwhm ¼ 30 nm) typical of radiative exciton
recombination. Such an emission exhibit a decay that could be
satisfactorily tted with a double exponential function, yielding
an average lifetime of 33 ns.†

Because the bis(bipyridinium) compound 1$4PF6 is insol-
uble in CHCl3, its properties were examined in CHCl3/CH3CN
9 : 1 (v/v). The absorption spectrum of 14+ shows an intense
band in the near UV (lmax ¼ 255 nm, 3max ¼ 51 500 M�1 cm�1)
and no luminescence, in line with the behaviour of 1,10-diben-
zyl-4,40-bipyridinium.24

A 1.5 mMsolution of CdSe QDs was titrated with 14+ in CHCl3/
CH3CN 9 : 1 (v/v) and the QD emission at 578 nm (lexc ¼ 500
nm) was monitored as a function of the concentration of 14+. As
shown in Fig. 1a, the addition of 14+ causes a strong quenching
of the QD luminescence. Such an emission decrease cannot be
ascribed to dynamic quenching, because of the relatively short
lifetime of the nanocrystal emission and the very small
RSC Adv., 2014, 4, 29847–29854 | 29849
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concentration of the bipyridinium quencher. Even assuming
that dynamic quenching is diffusion controlled (kd ¼ 1.2 � 1010

M�1 s�1),25 the contribution of dynamic quenching to the
emission decrease at the highest employed concentration of 14+

would be less than 0.2%. Moreover, the luminescence lifetime
of the QDs is just slightly affected by the addition of the
quencher (Fig. 1b). All these ndings suggest that the quench-
ing is static, that is, the nanocrystals and 14+ are associated in
the ground state, as previously observed for related systems.7,9

No evidence for ground-state association, however, could be
found in the absorption spectra, as the addition of 14+ causes no
substantial changes in the absorption features of the QDs
(Fig. 2a). Nevertheless, a slight increase in absorbance at around
400 nm and between 500 and 700 nm is observed; the differ-
ential spectrum (Fig. 2b) shows the appearance of new bands
with lmax ¼ 401 and 612 nm, which can be unequivocally
ascribed to the presence of bipyridinium radical cations.24

As these spectral changes are not observed if the QD/14+

solution is kept in the dark, reduction of the dicationic
Fig. 2 (a) Absorption spectrum of a 1.5 mM solution of CdSe QDs
before (full line) and after the spectrofluorimetric titration with 4.6
equivalents of 14+ as described in Fig. 1. (b) Difference absorption
spectrum of the traces shown in (a), indicating the formation of
bipyridinium radical cations. Conditions: air equilibrated CHCl3/
CH3CN 9 : 1, room temperature, lexc ¼ 500 nm.

29850 | RSC Adv., 2014, 4, 29847–29854
bipyridinium units of 14+ to the corresponding radical cations
has to be caused by the light excitation employed in the spec-
trouorimetric experiments. Indeed, the photoinduced gener-
ation of bipyridinium radical cations was obtained upon visible
irradiation of CdSe QD-bipyridinium solutions in the presence
of a sacricial reductant, conrming that the QD luminescence
quenching can be ascribed to oxidative electron transfer.11,12 In
the present case, it is likely that small amounts of adventitious
species (e.g., water) scavenge the photogenerated hole le in the
QD valence band, thereby preventing the back electron transfer
from the reduced bipyridinium unit to the oxidized nanocrystal.
In any instance, the absorption bands of the bipyridinium
radical cation disappear aer a few minutes in air equilibrated
solution, due to slow reoxidation by dioxygen.

In addition to charge transfer, other possible quenching
mechanisms in nanocrystal–chromophore complexes are
energy transfer (FRET) and formation of non-radiative surface
states arising from changes in the capping monolayer.26 FRET
quenching can be ruled out in the present case because 14+

cannot act as an energy acceptor for the CdSe QDs. On the other
hand, 14+ does not possess functional groups capable of
binding to the CdSe surface, and control experiments show that
the PF6

� counterions have no effect on the QD emission.
Moreover, the luminescence quenching occurs immediately
aer the addition of 14+ and is constant thereaer, whereas
ligand exchange typically occurs on the time scale of minutes.26

The absence of kinetic effects and the reversibility of the
quenching observed upon addition of the competitive calixar-
ene host (see below) are consistent with the non-covalent nature
of the nanocrystal-quencher association.

Insightful information on the interaction between the QDs
and 14+ can be gathered from a careful examination of the titra-
tion curve (Fig. 1b). At least three different trends for the intensity
decrease can be identied, depending on the 14+/QD ratio. It can
be noticed that the tangent to the initial part of the curve (dashed
line in Fig. 1b) intercepts the x-axis – corresponding to zero
emission intensity – at about 0.25 equivalents of 14+. This
observation suggests that at low 14+/QD ratios onemolecule of 14+

(i) can associate with up to four nanocrystals, and (ii) it is able to
completely quench the luminescence of any of them.

Because of its size and shape in comparison with those of the
quantum dots, it is difficult to imagine that 14+ can directly link
together more than two nanocrystals. It may be hypothesized,
however, that such QD pairs could exhibit a stronger ability to
bind other nanoparticles than individual QDs, because of the
larger surface available for non-covalent interparticle
interactions.14

On increasing the number of 14+ equivalents, non-emissive
adducts in which one QD is complexed with two molecules of
14+ are also formed (dotted line in Fig. 1b). Not surprisingly,
complexes with higher 14+: QD stoichiometries are obtained as
the titration goes on.
CdSe–ZnS core–shell nanocrystals

CdSe–ZnS core–shell QDs are more interesting for technological
applications than bare CdSe nanocrystals, because they possess
This journal is © The Royal Society of Chemistry 2014

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c4ra03259d


Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

3 
Ju

ne
 2

01
4.

 D
ow

nl
oa

de
d 

on
 1

/2
0/

20
26

 6
:3

8:
59

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
improved stability and photoluminescence efficiency.27 Hence,
we studied the effect of the bis(bipyridinium) species 14+ on
QDs composed of a CdSe core (d ¼ 3.8 nm) coated with a ZnS
shell 1.2 nm thick. These nanocrystal show the typical low-
energy absorption (lmax ¼ 579 nm, 3max ¼ 200 000 M�1 cm�1)23

and emission (lmax ¼ 608 nm, fwhm ¼ 39 nm) peaks of their
CdSe core.

The addition of 14+ to a CHCl3/CH3CN 9 : 1 solution of the
CdSe–ZnS QDs caused a quenching of the emission (Fig. 3a),
that is, a qualitatively similar result to that observed for the
CdSe nanocrystals. The shape of the titration curve, however
(Fig. 3b), is different from that shown in Fig. 1b. In fact, the
emission decrease is much less steep than in the case of the
CdSe QDs and a full luminescence quenching is observed aer
addition of a signicantly larger number of 14+ equivalents. The
initial part of the curve, whose tangent intercepts the x-axis at
about 2 equivalents, indicates that at least two 14+ molecules are
required to completely quench the luminescence of one QD.
Fig. 3 (a) Luminescence spectral changes observed upon titration of
0.47 mM CdSe–ZnS QDs with 14+. (b) Titration plot obtained from the
QD luminescence intensity at 608 nm in the presence of increasing
amounts of 14+. The dashed line shows the tangent to the first part of
the curve (it is a guide for the eye, not a fit). Conditions: air equilibrated
CHCl3/CH3CN 9 : 1, room temperature, lexc ¼ 500 nm.

This journal is © The Royal Society of Chemistry 2014
This result contrasts with that obtained for the bare CdSe
QDs and can be rationalized on the basis of the different size
and structure of the CdSe–ZnS QDs. On the one hand,
aggregates in which several QDs are bridged by one 14+

molecule are unlikely to form because of the larger size of the
core–shell particles. On the other hand, the presence of the
ZnS shell insulates the CdSe core from the external quencher,
thus slowing down the photoinduced electron-transfer
process at the basis of quenching. This observation is
conrmed by the fact that the absorption bands of the
bipyridinium radical cations, observed for the CdSe QDs as a
consequence of photoexcitation in the spectrouorimetric
titration, were not detected during the same experiments in
the case of the CdSe–ZnS QDs. Photoreduction of the bipyr-
idinium units of 14+ was obtained, though, upon illumina-
tion of the CdSe–ZnS QDs with high-intensity visible light (l >
495 nm) in the presence of 24 equivalents of 14+. From the
intensity of the absorption band at 401 nm we estimated that,
under these conditions, irradiation for 5 min in deoxygen-
ated solution affords ca. 38% reduction of the bipyridinium
units.†
QD aggregation triggered by 14+

To investigate the ability of the bis(bipyridinium) compound
14+ to non-covalently link together the nanocrystals we per-
formed dynamic light scattering (DLS) and transmission
electron microscopy (TEM) experiments on CdSe QD solu-
tions with and without the presence of 14+. The CdSe QDs
described in the previous section could not be utilized in DLS
experiments because they absorb and emit light at the
wavelength (633 nm) used by the instrument to detect light
scattering. Hence, the DLS and TEM measurements were
performed on smaller CdSe QDs, exhibiting the rst exciton
absorption peak at lmax ¼ 517 nm, corresponding to a core
diameter of 2.5 nm.23 The hydrodynamic diameter of the
nanocrystals (Fig. 4a) resulted to be 4.8 � 0.1 nm, a gure
which is consistent with the core diameter estimated from
spectroscopic data and the thickness of the capping ligand
shell.28 Indeed, the addition of 0.5 equivalents of 14+ to the
QD solution caused a growth of the mean hydrodynamic
diameter of the particles to 8.1 � 0.7 nm as well as an
increase in their polydispersity (Fig. 4b). This observation is
in full agreement with the formation of aggregates consisting
of 2 to 4 nanocrystals, as inferred from luminescence titra-
tion data.

Further support to the QD aggregation induced by 14+ came
from TEM experiments.† The images recorded on substrates
obtained from deposition of a dilute solution of the CdSe QDs
showed mainly the presence of individual particles in regions
with both higher (Fig. 5a) and lower (Fig. 5b) populations of
nanocrystals. When 1 equivalent of 14+ was added to the QD
solution prior to deposition, single nanocrystals could still be
detected (Fig. 5c) but small clusters were also found (Fig. 5d). In
the presence of 4 equivalents of 14+ the QDs occurred only in the
form of large aggregates and no isolated nanocrystals could be
observed (Fig. 5e and f).
RSC Adv., 2014, 4, 29847–29854 | 29851
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Fig. 4 Differential (red bars) and cumulative (blue line) number
distributions of particle size obtained from DLS measurements for the
CdSe QDs (a) alone and (b) in the presence of 0.5 equivalents of 14+.
Conditions: air equilibrated CHCl3/CH3CN 9 : 1, room temperature.
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Luminescence recovery by supramolecular encapsulation of 14+

As pointed out in the introduction, we showed earlier9 that
QD-bipyridinium adducts could be disrupted by complexing
Fig. 5 TEM Images recorded on substrates obtained from deposition
of dilute solutions of (a and b) CdSeQDs, (c and d) CdSeQDs and 14+ in
a 1 : 1 ratio, and (e and f) CdSe QDs and 14+ in a 1 : 4 ratio. Arrows in (d)
indicate small QD aggregates. Scale bar is 10 nm for (a, c and e) and 50
nm for (b, d and f).

29852 | RSC Adv., 2014, 4, 29847–29854
the bipyridinium species with the calix[6]arene derivative 2,
which can efficiently encapsulate bipyridinium-type guests in
organic solution.18,29 Hence, we investigated whether the addi-
tion of 2 could have an effect on the interaction of 14+ with the
luminescent nanocrystals.

First of all we performed spectrophotometric titrations to
determine the nature and stability of the complex between
the bis(bipyridinium) guest and the calixarene host. Upon
addition of 2 to 14+ in CHCl3/CH3CN 9 : 1 an absorption
increase in the 450–550 nm region, typical of the inclusion
of a bipyridinium unit within the cavity of 2,28 was
observed (Fig. 6a). The corresponding titration curve
obtained from the absorbance values at 460 nm (Fig. 6b)
could be satisfactorily tted with a binding model implying
the formation of two adducts (eqn (1) and (2));30

namely, a 1 : 1 complex in which one molecule of 2
encircles a bipyridinium unit of 14+ (K1 : 1 ¼ 1.3 � 105 M�1)
and a 2 : 1 complex in which two calixarene molecules
surround both bipyridinium units of one 14+ species
(K2 : 1 ¼ 2.5 � 103 M�1).
Fig. 6 (a) Absorption spectral changes observed upon titration of 25
mM 14+ with 2. (b) Titration plot obtained from the absorption values at
460 nm. The grey curve is the data fitting according to the 1 : 1 and
2 : 1 binding model described in the text (eqn (1) and (2)). Conditions:
air equilibrated CHCl3/CH3CN 9 : 1, room temperature.

This journal is © The Royal Society of Chemistry 2014
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The value of K1 : 1 is in line with those found in previous
investigations for the 1 : 1 complex between 2 and 1,10-dia-
lkyl-4,40-bipyridinium guests. On the other hand, the signif-
icantly lower value of K2 : 1 indicates that the presence of a
rst calixarene unit around 14+ hampers the association of a
second molecule of 2. This nding is not unexpected if one
considers that the distance between the two bipyridinium
units of 14+ is short in relation to the length of 2, resulting in a
mutual steric hindrance of the two calixarene hosts in the
2 : 1 complex.

Variable amounts of calixarene 2 were added to assemblies
of 14+ and either CdSe (lmax,abs ¼ 560 nm, d ¼ 3.3 nm) or CdSe–
ZnS QDs in CHCl3/CH3CN 9 : 1 and spectrouorimetric
measurements were carried out on the resulting solutions.
Upon addition of 5 equivalents of 2 (with respect to 14+) to a
solution containing CdSe QDs (1.5 mM) and 14+ in a 1 : 4.6 ratio,
only less than 1% of the initial emission intensity was restored.
Similarly, the addition of 38 equivalents of 2 (with respect to 14+)
to a solution containing CdSe–ZnS QDs (0.47 mM) and 14+ in a
1 : 20 ratio caused <1% recovery of the luminescence. Notably,
the emission of CdSe–ZnS QDs (0.43 mM) and 1,10-dibenzyl-4,40-
bipyridinium in a 1 : 19 ratio was fully restored aer the addi-
tion of 20 equivalents of 2 (with respect to the bipyridinium
guest).9 The comparison of these results suggests that the
binding of the bis(bipyridinium) 14+ species to the nanocrystals
is stronger than that of a structurally related compound bearing
a single bipyridinium unit. The larger size of 14+, its twice as
large electric charge, and its lower affinity for chloroform may
be among the reasons for such a behaviour. It may also be
considered that complexation of 14+ by 2 could be hampered by
aggregation of the nanocrystals triggered by the former.

14þ þ 2 ���! ���K1:1 ½132�4þ (1)

½132�4þ þ 2 ���! ���K2:1
�
13ð2Þ2

�4þ
(2)
Fig. 7 Luminescence spectral changes at 578 nm observed upon
titration of a 1 : 1 mixture of CdSe QDs and 14+ (1.5 mM) with the cal-
ixarene host 2. Conditions: air equilibrated CHCl3/CH3CN 9 : 1, room
temperature, lexc ¼ 500 nm.

This journal is © The Royal Society of Chemistry 2014
Nevertheless, the titration of a 1.5 mM 1 : 1 mixture of CdSe
QDs and 14+ (in which ca. 87% of the nanocrystals luminescence
is quenched, see Fig. 1b) with 2 shows a recovery of up to 30% of
the original emission intensity of the QDs aer the addition of a
large excess (215 equivalents) of the calixarene host (Fig. 7).
Conversely, the addition of the same excess of 2 to the QDs (in
the absence of 14+) caused a 8% emission decrease. These
observations indicate that complexation of 14+ by 2 causes the
disassembly of the non-luminescent adducts consisting of the
QDs and the bis(bipyridinium) species.

Conclusions

We have investigated the interaction of CdSe and CdSe–ZnS
luminescent nanocrystals with the ditopic bis(bipyridinium)
species 14+ in organic solution. Our results show that the
nanocrystal and molecular components undergo association in
the ground state, yielding complexes in which the luminescence
of the quantum dots is strongly quenched. Interestingly, 14+ can
associate and quench as many as four CdSe nanocrystals,
possibly owing to cooperative interparticle binding phenomena.
The ability of 14+ to promote aggregation of the quantum dots is
conrmed by DLS and TEM experiments.

Visible light irradiation of the adducts causes the formation
of bipyridinium radical cations, conrming that the lumines-
cence quenching mechanism is an electron-transfer process
from the excited electron in the conduction band of the nano-
crystal to the LUMO of the bipyridinium quencher. The pres-
ence of a ZnS shell around the CdSe core does not prevent the
electron-transfer quenching process but it does reduce its
efficiency.

Calix[6]arene 2, which is able to encapsulate both bipyr-
idinium units of 14+ by virtue of supramolecular interactions,
was used to promote the decomplexation of 14+ from the
quantum dots. Indeed, the addition of an excess of 2 to a
solution containing the nanocrystal/14+ complexes causes a
recovery of the luminescence of the quantum dots, indicating
the partial disassembly of the complexes.

These results demonstrate that supramolecular interactions
are a convenient way to control the aggregation of semi-
conductor nanocrystals. The combination of molecular recog-
nition and self-assembly concepts with luminescent quantum
dots is a promising route for the generation of nanostructured
arrays with controlled morphologies and properties. Such a task
is important for improving the performances of quantum dot-
based optoelectronic devices.
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