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Aluminum zinc oxide nanostructures with
customized size and shape by non-aqueous
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The non-aqueous sol-gel synthesis of aluminum zinc oxide (AZO) nanocrystals with controllable size and

morphology at comparatively low temperatures is presented. By varying the reaction chemistry, custom-
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ized aluminum zinc oxide nanorods and nanospheres with adjustable composition and tailored morphol-
ogy between 0D and 1D were obtained. We furthermore show that the bandgap can be engineered by the
Al content. Additionally, the growth kinetics and the influence of various process parameters such as the

reaction temperature and precursor concentration as well as the scale-up from a 45 mL autoclave to a
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1. Introduction

Aluminum zinc oxide (AZO) as a transparent conductive mate-
rial is considered a cheap alternative to indium tin oxide
(ITO) due to its similar optical and electrical properties.’™®
Besides its high transparency in the visible region, the n-type
semiconductor aluminum zinc oxide offers low resistivity and
good stability for use in thin-film solar cells, touch panels,
displays or light-emitting diodes.”* The use of preformed
nanoparticles of transparent conductive oxides (TCOs) is
becoming an increasingly attractive alternative to thin film
deposition techniques, offering great benefits for printable
electronics. This necessitates the availability of high-quality
nanocrystals with customized particle size and shape as well
as a defined doping level for controlled properties and opti-
mum performance."*"*

Generally, liquid phase-based processes have shown to be
advantageous for the synthesis of metal oxides with high
purities at moderate temperatures. Recently, different hydro-
thermal processes have been discussed in the literature for the
synthesis of AZO nanostructures with high crystallinity at low
reaction temperatures.">'® However, the obtained products
usually are composed of nanoparticles with a broad size distri-
bution and variations in morphology. Another promising
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500 mL reactor were investigated.

strategy is the non-aqueous or solvothermal synthesis which
has been proven capable of synthesizing a variety of metal
oxides, resulting in high crystallinity, adjustable doping levels
and narrow particle size distributions.'”*® In contrast to the
typical sol-gel synthesis, aromatic organic solvents such as
benzyl alcohol, amines or ketones were used to realize moder-
ate reaction rates during the synthesis, resulting in more
homogeneous products with defined morphologies.'®*°

The first investigations to synthesize Al-doped ZnO nano-
structures using the non-aqueous synthesis were carried out
using microwave-assisted procedures, wherein essentially
roundish nanoparticles were obtained and utilized to prepare
transparent conducting films.'*2%>

In this contribution, we show that the synthesis of AZO
nanocrystals can be successfully accomplished also by con-
ventional heating in a reactor. By careful adjustment of the
reaction chemistry, the morphology of the nanocrystals can
be tuned between 0D and 1D, which is shown to be due to
the different functional groups of the used solvents. Combin-
ing precise control of the reaction chemistry with knowledge
about the influence of other reaction parameters allowed us
to produce AZO nanocrystals with both tailored size and mor-
phology as well as tailored composition and thus adjustable
electronic and optical properties.

2. Experimental
2.1 Synthesis of AZO nanocrystals

Zinc acetylacetonate hydrate (powder, Aldrich), aluminum
acetylacetonate (Al(acac);, 99%, Aldrich) and aluminum iso-
propoxide (Al(OiPr);, >98%, Aldrich) were used as precursors
for the preparation of AZO nanoparticles. The concentrations
of the precursors were in the range of 6.35 up to 152.36 g L,

This journal is © The Royal Society of Chemistry 2015
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whilst the content of the aluminum precursor was varied
between 1.0 and 30 mol%, as described below. As reaction
media, the pure solvents benzyl alcohol (BnOH, =>99.9%,
Fluka) and benzylamine (BnNH,, >99.0%, Fluka) as well as
mixtures of benzyl alcohol and benzylamine (25, 50 and 75
vol% BnNH, in BnOH) were utilized. For the nanocrystal syn-
thesis at different scales, steel autoclaves equipped with Tef-
lon liners (45 mL) and alternatively a 500 mL steel reactor
furnished with an additional glass liner (Parr instruments)
were used to achieve reaction temperatures of 80 to 200 °C
and reaction times between 30 min and 96 h. Unless stated
otherwise, a precursor concentration of 50.8 g L™ (with 2.5
mol% Al) was utilized with a reaction temperature of 200 °C
and a reaction time of 24 h. After the synthesis, the particles
were separated from the reaction medium using centrifuga-
tion (10 min at 7500 rpm), washed twice with chloroform
and dried at room temperature under vacuum for 1 day.

2.2 Characterization

Powder X-ray diffraction (PXRD) (CuK, radiation; Empyrean
Cu LEF HR goniometer; Empyrean series 2, PANalytical,
PIXcel-3D detector; Si wafer; 20-90°, step size 0.05°) was uti-
lized to determine the phase and crystallinity. ICP-OES
(varian 715-ES) was performed for the determination of the
Al content in the synthesized nanoparticles. TEM images of
the different samples were taken with a LEO 922 A (Carl
Zeiss) as well as a Tecnai G2 F20 TMP (FEI) at 200 kV. UV-Vis
measurements were carried out using a UV-3100PC spectro-
photometer by VWR; concentrations of 10 g L™ were used
and measured in an optical range of 600 to 220 nm. The
amount of bound organics at the particle surface was measured
using thermogravimetric analysis (Mettler Toledo TGA/DSC)
under oxygen flow in the range of 25-800 °C at 10 °C min™".

3. Results and discussion
3.1 Influence of the reaction chemistry

Typically, ZnO occurs in the hexagonal wurtzite structure
with lattice parameters of a = 3.2499 and ¢ = 5.2066 A.*>**
The synthesized AZO nanoparticles maintained as well the
wurtzite structure of ZnO. Based on different aspects, such as
the surface energy and various material properties, aniso-
tropic crystal growth along the c-axis can be observed**>* and
is commonly found for the water-based synthesis of ZnO
nanoparticles.”” Fig. 1 shows the PXRD patterns of the AZO
nanoparticles obtained in benzyl alcohol and in benzylamine
using precursor concentrations of 50.8 ¢ L™ and 25.4 g L,
respectively, in comparison to the reference pattern for ZnO
(ICSD database, no. 98-016-5010). In both cases, highly crys-
talline products with all reflections matching the wurtzite
phase are found. The samples consist of nanosized crystal-
lites as recognized by the signal broadening, with sizes calcu-
lated by the Scherrer equation to be about 12 nm (benzyl
alcohol sample) and 25 nm (benzylamine sample) from the
(010) reflection. Particularly the (002) reflection however
appears significantly sharper for the benzyl alcohol sample,
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Fig. 1 PXRD pattern of the obtained AZO nanoparticles compared to
the ZnO reference (ICSD database, no. 98-016-5010).

and the crystal size was calculated to be about 40 nm from
this reflection, indicating the formation of rod-shaped AZO
nanoparticles with preferred growth in the crystallographic [
direction. For the benzylamine sample, comparable broaden-
ing of all the reflections suggests similar dimensions in all
crystal directions. The TEM images of the products obtained
from the two systems are shown in Fig. 2, clearly evidencing
the different morphologies. Furthermore, the diameter and
length of the AZO nanorods were determined on average to
be about 12 and 45 nm, respectively; hence, the particles are
single crystalline and the crystallite size can be equalized
with the primary particle size. In comparison to the synthesis
in 45 mL steel autoclaves, AZO spheres and rod-shaped nano-
particles with a similar morphology and particle size were
obtained after performing the synthesis under identical con-
ditions in the 500 mL reactor (see the ESL Fig. $10).

To analyze the influence of the solvent on the crystal
growth, in particular the effect of benzyl alcohol, solvent mix-
tures of benzylamine and benzyl alcohol were used to synthe-
size AZO nanoparticles. In the following, the nanocrystal size
and morphology of the different samples are discussed based
on the crystal sizes in the [ and k dimensions as determined
from the (010) and (002) reflections in the measured XRD
patterns using the Scherrer equation. Therefore, the integral
properties of the samples rather than the data from exem-
plary TEM images were taken into account. Fig. 3 shows the

Fig. 2 TEM images of the rod-shaped AZO nanoparticles obtained in
BnOH at a precursor concentration of 50.8 g L™ (left) and the spherical
AZO nanoparticles prepared in BnNH, at a precursor concentration of
25.4 g L™ (right).
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aspect ratio l/k calculated from these sizes as a function of
the used solvent composition for a standard precursor con-
centration of 50.8 g L™". As the & and k directions are equiva-
lent in the hexagonal lattice, the dimensions of the nano-
crystals in these directions will be similar, which is
confirmed by the TEM images. With an increase in the
amount of the hydroxyl group-bearing species BnOH in the
solvent mixture, higher aspect ratios, i.e. rod-shaped AZO
nanocrystals, were obtained. Whereas lower volume fractions
of the alcohol show a pronounced influence of the alcohol
concentration on the aspect ratio, for a 50/50 vol% mixture
apparently saturation is reached and further increase in the
alcohol concentration does not result in significant changes
in the nanocrystal morphology. Hence, we infer that the par-
ticle morphology can be controlled via the content of
hydroxyl groups in the reaction system, having a much stron-
ger influence on crystal growth than the presence of amino
groups. The XRD patterns and TEM images of these samples,
confirming the morphology transition from 0D to 1D, can be
found in the ESIt section, Fig. S1 and S2.

The higher affinity of benzyl alcohol to the particle surface
and thus the stronger influence on the particle growth were
further investigated using thermogravimetric analysis (ESL}
Fig. S3). An increase in the volume content of benzyl alcohol
in the solvent mixture leads to higher amounts of bound
organics at the particle surface, which proves the higher affin-
ity of BnOH to the particle surface as compared to BnNH,.

On the other hand, both aluminum acetylacetonate
(Al(acac);) and aluminum isopropoxide (Al(OiPr);) were used
as aluminum precursors. The calculated aspect ratios of
nanocrystals obtained for the two precursors are shown in
Fig. 4 for the different solvents and different precursor con-
centrations (for the corresponding XRD patterns see the ESL}
Fig. S4 and S5).

Again, it is clearly visible that the synthesis of AZO nano-
particles leads to the formation of AZO nanorods in BnOH,
with aspect ratios ranging between 2.5 and 3.6 depending on
the precursor concentration, and spherical AZO nanocrystals
in BnNH,, with aspect ratios around 1.0. The influence of the
aluminum precursor is however minor. Al(acac); resulted in
slightly higher aspect ratios for the synthesis in BnOH and

aspect ratio I/k (-)

0/100
volume ratio BnOH/BnNH, (vol%/vol%)

25/75 50/50 75/25 100/0

Fig. 3 Influence of the solvent on the morphology of the AZO
nanocrystals.
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Fig. 4 Influence of the Al precursor on the morphology of the AZO
nanocrystals.

smaller aspect ratios in BnNH, as compared to the particles
synthesized with Al(OiPr); as precursor. This effect may be
attributed to the different side products of the precursors, as
the formation of isopropanol for the synthesis using Al(OiPr);
would lead to higher aspect ratios in BnNH, due to the
higher concentration of alcohols in the system, but might act
as a competing agent in the BnOH-based synthesis, limiting
the effect of benzyl alcohol. Generally, the morphology of the
forming AZO nanocrystals is mainly controlled by the chemis-
try of the used solvent rather than the chosen aluminum pre-
cursor. Due to these results and the toxicity of Al(acac)s,
Al(OiPr); was used for all further investigations.

3.2 Influence of the precursor concentration

The precursor concentration was varied between 6.35 and
152.36 g L', to investigate its influence on the size and
shape of the AZO nanocrystals. To demonstrate the depen-
dence of nanocrystal dimensions on the precursor concentra-
tion, the determined nanocrystal sizes are shown in the crys-
tallographic k and [ directions for the AZO nanocrystals
prepared in BnOH at different precursor concentrations,
however using a constant ratio of 2.5 mol% Al(OiPr); (Fig.
5a). Due to the preferred growth direction, an increase in the
precursor concentration leads to consequent further growth
in the [ direction. Notably, the particle size in the k direction
is constant for all precursor concentrations. This clearly indi-
cates that crystal growth is blocked in the k direction and the
presence of higher amounts of precursor results in larger
elongation of the nanorods.

On the other hand, the concentration dependence of the
crystallite size in the two crystallographic directions is
strongly different for the spherical AZO nanoparticles
(Fig. 5b). For higher concentrations, stronger crystal growth
is observed in both directions. As a result of the higher sur-
face energy of the (001) crystal faces, growth of the AZO nano-
particles in the [ direction is slightly enhanced, which
becomes more pronounced with increasing availability of
monomer species. However, in comparison to the formation
of AZO nanocrystals in the BnOH system, the use of BnNH,
as a solvent does not lead to strongly preferred growth in the

This journal is © The Royal Society of Chemistry 2015
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Fig. 5 Crystallite size as a function of the precursor concentration of
a) the AZO nanorods synthesized in benzyl alcohol and b) the AZO
nanocrystals prepared in benzylamine.

[ direction; hence nanocrystals with an aspect ratio of around
1 can be formed. Moreover, the nanocrystal size can be
adjusted by the precursor concentration (for the correspond-
ing XRD patterns see the ESLj Fig. S6 and S7).

3.3 Influence of the Al doping

As an alternative to indium tin oxide as TCO for different
applications, AZO nanoparticles with controllable doping
concentrations are desired in order to tailor the electronic
properties. To investigate the incorporation of Al into the
crystal lattice as well as the influence of the aluminum dop-
ing on the resulting morphology, the concentration of added
Al(OiPr); was varied between 1 and 30 mol%. Firstly, using
ICP-OES analysis, the expected linear increase in the alumi-
num content of the nanocrystals was confirmed for both sol-
vents (Fig. 6). Whilst the doping level can nicely be tuned by
the amount of precursor, the Al contents of the samples are
significantly lower than the initial content in the system.
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Fig. 6 Al content of the AZO nanoparticles measured by ICP-OES as a
function of the content of added aluminum precursor.
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Notably, whilst previously saturation of the doping level at
about 10 mol% was reported for microwave-based synthesis™?
under the conditions applied, here significantly higher dop-
ing levels could be achieved especially in BnOH. On the other
hand, the aluminum doping level had no significant effect
on the resulting morphologies for both systems (c¢f. the ESL
Fig. S8).

Furthermore, the optical properties of the resulting nano-
crystals were determined using UV-Vis measurements. Fig. 7
displays the spectra of spherical AZO nanocrystals (with an
actual content of 1 and 2.5 mol% Al) compared to the
undoped spherical ZnO particles prepared in BnNH,. All AZO
particles were measured as stable dispersion in ethanol, hav-
ing primary particle sizes of about 40 nm. A blueshift of the
absorption for the Al-doped nanocrystals can clearly be
observed in comparison to the undoped spherical particles.

The bandgap of a crystalline semiconductor can be calcu-
lated via the Kubelka-Munk equation for direct allowed
transitions:

(hv x a)* = A(hv - Ey) (1)

where % is Planck's constant, v the frequency of the excitation
wavelength, « the absorption coefficient, A a proportionality
factor and E, the bandgap.

To derive the optical bandgap of the measured nano-
crystals, the Tauc plot based on eqn (1) was applied to the
measured UV-Vis spectra (Fig. 8). The extrapolation of the lin-
ear part of the curve can be used to determine the value of
the excitation energy from the intersection with the abscissa.
For the undoped ZnO nanocrystals prepared in BnNH,, an
optical bandgap of 3.07 eV was calculated. For the spherical
AZO nanocrystals, an increase in the bandgap energy was
found, reaching about 3.24 eV for a doping level of 2.5 mol%
(see the ESLi Fig. S9, for the bandgap energies for different
doping levels). In contrast, the rod-shaped ZnO nanocrystals
showed a bandgap of about 3.3 eV as expected (the usual lit-
erature values range between 3.15 and 3.4 eV),>>° and did
not change significantly for increased Al doping levels. The
comparably low bandgap of the synthesized spherical nano-
crystals is attributed to their high crystallinity and larger size

254 ——2ZnO - benzylamine
——AZO - 1at% Al
——AZO -2.5at % Al
2.0+
g
o
§ 1.5
E-]
=
o
@
E-1
©
1.0
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wavelength (nm)

Fig. 7 UV-Vis measurements of ZnO as well as the AZO nanoparticles
synthesized in benzylamine with different Al contents.
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Fig. 8 Tauc plot of the AZO nanocrystals with different doping
concentrations as compared to the undoped ZnO nanoparticles (all
samples prepared in benzylamine).

(about 40 nm in all the directions) as compared to the rod-
shaped AZO nanocrystals (having a diameter of only 12.5 nm
and, only in the [ direction, a length of 40 nm). In compari-
son to the products of other studies, also the influence of the
organics might play a role.”**® The increase in bandgap
energy with the Al concentration has been reported in a simi-
lar fashion before."*?*® For higher doping levels, a plateau
at about 3.25 eV for the spherical nanocrystals, and at about
3.32 eV for the nanorods was found (see the ESLi Fig. S9).
This performance is well-known for n-type semiconductors
and can be explained by the Burstein-Moss effect. With suc-
cessful doping of ZnO with AI*" ions, the Zn** ions in the lat-
tice are substituted and one additional electron is located in
the conduction band. If an electron occupies the lowest state
in the conduction band, an excited electron from the valence
band needs more energy to reach a higher state, because the
Pauli principle prohibits it from occupying the same state.**>**

3.4 Influence of the reaction time and temperature

To investigate the growth kinetics of the AZO nanocrystals,
experiments under variation of the reaction time from 30
min to 72 h were performed for the synthesis in BnOH and
BnNH, at 200 °C with a precursor concentration of 50.8 g L™
(2.5 mol% Al(OiPr);). The calculated crystallite sizes for the
obtained samples are presented in Fig. 9a, for the BnOH sys-
tem, and in Fig. 9b, for the BnNH,, system.

Surprisingly, in the BnOH synthesis, nanorods with an
aspect ratio of around 3.2 are already formed after a short
reaction time of 30 min, showing a size of approximately 12
nm in the crystallographic plane k and 40 nm in the crystallo-
graphic plane I. No significant further growth is observed for
longer reaction times, pointing to a fast formation process in
the alcohol. In contrast, growth of the AZO nanocrystals in
BnNH, is much slower, with an exponential increase in the
crystal size in both directions being determined within the
first 12 h. Notably, the nanocrystals are elongated initially
with an aspect ratio of about 2.0 but become rather spherical
in the course of the reaction over the following hours. This
ripening process is also expressed by a slight decrease in size
in the crystallographic / direction for long reaction times,
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Fig. 9 Influence of the reaction time on the crystallite size of the AZO
nanocrystals synthesized in benzyl alcohol (a) and benzylamine (b).

pointing to a stabilization of the spherical crystal morphology
in BnNH,. This different particle growth can be attributed to
the different binding affinities of BnOH and BnNH, to the
nanocrystals as discussed above. We furthermore propose
that BnOH strongly coordinates with all crystal faces,
preventing any growth and resulting in 1D nanocrystals that
already form after initial crystallization. In contrast, BnNH,
shows weaker binding but stabilizes the (001) crystal faces,
resulting in the formation of 0D nanocrystals after ripening.
The tendency of amines to favor the growth in the # and k
directions over the [ direction at high concentrations is well-
known for the synthesis of ZnO in alkylamines.>’

Moreover, the influence of the reaction temperature was
investigated between 80 and 200 °C. Here, a precursor con-
centration of 50.8 g L™ (2.5 mol% Al(OiPr);) was used with a
reaction time of 24 h. As clearly visible in Fig. 10, no signifi-
cant influence of the reaction temperature on the resulting
aspect ratio of AZO nanorods in BnOH was determined. For
the synthesis of AZO nanocrystals in BnNH,, however, a

5.0 m benzyl alcohol, 50.8 g/L
4.5 =_benzylamine, 50.8 g/L

4.0
3.5+
3.04
2.54
2.0
1.5 = n
1.0+
0.5+

0.0 T T T T T T T
80 100 120 140 160 180 200

reaction temperature (°C)

aspect ratio I’k (-)

Fig. 10 Influence of the reaction temperature on the aspect ratio of
the AZO nanocrystals prepared in BnOH and BnNH,.
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decrease in the aspect ratio with higher reaction tempera-
tures from 1.7 down to 1.2 was identified. Thus, to form
spherical particles, a reaction temperature of 200 °C is neces-
sary, which again indicates a ripening effect, which is clearly
enhanced at higher temperatures, as responsible for the for-
mation of spherical nanocrystals.

4. Conclusions

In this study, we presented an easy and controllable
approach to synthesize AZO nanocrystals with customized
size and morphology. The morphology of the synthesized
nanostructures strongly depends on the reaction chemistry,
which is crucially influenced by the used solvent. Spherical
nanoparticles were formed in benzylamine, whereas in benzyl
alcohol as well as mixtures with high volume contents of the
alcohol, AZO nanorods are obtained. Detailed studies
revealed that this can be attributed to the different binding
affinities of the solvents to the nanocrystals, with BnOH
showing strong binding, preventing any further growth or
ripening, whereas BnNH, shows less strong binding to the
surface, and ripening effects lead to spherical nanoparticles
after long reaction times. Furthermore, our approach allowed
the preparation of highly crystalline particles at low reaction
temperatures between 80 and 200 °C at different scales up to
500 mL. The level of doped aluminum could be varied by
adjusting the Al precursor concentration, allowing the synthe-
sis of nanocrystals with not only tailored size and morphol-
ogy but also tuned optical properties and bandgap energy.
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