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DFT analysis into the intermediates of nickel
pyridinethiolate catalysed proton reduction†

Carolyn N. Virca and Theresa M. McCormick*

Nickel pyridine 2-thiolate (Ni(PyS)3
−) has shown good stability and activity as a H2 generation catalyst for

use in solar energy storage. The experimentally proposed catalytic pathway is explored using DFT calcu-

lations. Free energy changes along the reaction coordinate, spin states, localization of charge and geome-

try of the intermediates were explored. Calculations were performed using Gaussian 09 with a B3P86/

6-31+G(d) basis set and a CPCM water solvation model. Of particular interest were our findings that the

first reduction occurs at the nickel rather than through non-innocent ligands and that water coordination

is not favourable although protonation of the pyridyl nitrogen causes dechelation. Sequential and con-

certed proton coupled electron transfer were considered in the formation of the hydride.

Introduction

Finding an efficient way to generate clean, low-cost energy is
fundamental for environmental preservation and the improve-
ment of living conditions for people in developing nations.1,2

Converting water to H2 as a clean fuel source using precious-
metal free water reduction catalysts is of great interest.3–5 Both
Co and Ni catalysts have been shown to be effective for water
reduction.6–17 Specifically, the Ni–pyridine 2-thiolate Ni(PyS)3

−

catalyst has shown high activity and stability in photochemical
systems.6,11

The reaction pathway for this catalyst has been proposed
from experimental observations (Fig. 1).6 In the proposed reac-
tion pathway, Ni(PyS)3

− (1−) undergoes protonation at a
pyridyl nitrogen to form 2N, followed by reduction (2N

−), then
proton coupled electron transfer (PCET) to make the hydride,
3, and finally release of H2. In this study we examine electronic
and structural properties of the reaction intermediates using
DFT calculations.

A recent review highlighted several advancements towards
using computations in rational design of water-reduction cata-
lysts.18 Computational methods have previously been used to
enhance knowledge of hydrogen evolution catalytic cycles in a
similar manner,12,15,19–25 including those of Co glyoxime26–28

and Ni P2N229–32 type catalysts. The objective of this paper is
to use DFT methods to probe the intermediates in the proton

reduction pathway of Ni(PyS)3
−. DFT can provide information

on reaction intermediates that are difficult to probe experi-
mentally, e.g. spin state, localization of charges and structure.
Also identification of high-energy intermediates could help
target catalyst modification to increase catalytic turnover
frequency.

To this end, we have determined the energies of key inter-
mediates through frequency calculations, identified a potential
transition state and generated spin density maps for inter-
mediates in various spin states. Geometries were determined
through optimization calculations performed on possible
intermediates of the reaction pathway. Optimized structures

Fig. 1 Proposed catalytic cycle for proton reduction by [Ni(PyS)3]
−, 1−.

Cation omitted.

†Electronic supplementary information (ESI) available: Bond length errors, total
energies and coordinates for all reported compounds. See DOI: 10.1039/
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allowed us to explore the possibility of solvent coordination at
a vacant site on the nickel during the catalytic cycle.

Methods

DFT calculations were performed using the Gaussian 09 suite
of programs.33 Previous reports use either B3P8634–36/6-31+G(d)
or B3LYP35,37/6-31+G(d) for similar Ni based catalysts.21,24

The structure of the starting catalyst 1− was optimized using
both levels of theory in the gas phase and using the CPCM38,39

solvation model for water. It has been reported that the cata-
lyst is active in a solvent mixture containing water and ethanol,
however since the dielectric constant of water is higher than
ethanol we used a pure water solvation model. The Ni–
heteroatom bond lengths from the optimized geometries were
compared to the corresponding crystal structure (Table 1).40

Average deviation from crystal structure bond lengths obtained
from B3LYP is 2.07% while the deviation obtained using
B3P86 is only 0.42% (see ESI† for errors). Differences in bond
lengths between the gas phase optimization and the optimized
structure using a solvent model are negligible, however the
total energy was lower using the solvent model. For these
reasons, subsequent calculations were performed using
B3P86/6-31+G(d) with the CPCM water solvation model.

We used the catalytic cycle laid out in the literature as a
starting point for selecting intermediates of interest.6 Struc-
tures of other isomers, and alternative reaction paths were also
considered. Structures of these intermediates were optimized
with DFT to determine specific complex geometries, spin
states, and total energies. Spin density maps of doublet, triplet
and quartet states were generated using the cubegen utility in
Gaussian 09.

The total energy of each intermediate was obtained from
the total thermal and electronic energy from the frequency cal-
culation (see ESI†). The ΔG° for each reaction at standard state
was determined using eqn (1). Gproducts and Greactants is the
sum of the total internal energy of the reaction components.

ΔG°rxn ¼ Gproducts � Greactants ð1Þ
The reduction potentials were determined using isodesmic

reactions with the reduction of 2N to 2N
− as the reference reac-

tion (E°ref = −1.18 V vs. SCE).6 Using the experimentally
reported reduction of the catalyst results in the calculated
reduction potential of 2N being accurate by design. This
method avoids issues of experimental reduction potentials
reported in various solvents. The use of isodesmic reactions
and experimentally determined reduction potentials as refer-
ences eliminates systematic computation errors and results in
a reported accuracy of the method of ca. 0.1 V.21 Using the free
energy change of the reaction below, the reduction potentials
were determined.

Oxþ 2N� ! Redþ 2N ð2Þ

Ox and Red are the oxidized and reduced intermediates of
interest. The ΔG° for these isodesmic reactions was used to
calculate E° of the desired reaction using the eqn (3) where F is
Faraday’s constant. All reduction potentials are reported vs.
SCE to match experiment.

E° ¼ �ΔG°=F þ E°ref ð3Þ

Since protonation at the ligand involves breaking the Ni–S
or Ni–N bond, using an isodesmic reaction as a reference for
determining the reaction pKa becomes problematic. The
reported error for pKa calculations with B3P86 level of theory is
2.6 units if no isodesmic reaction is used to correct for sys-
tematic errors.41 To determine pKa’s for the possible protona-
tion sites and to calculate G the value of −264 kcal mol−1 for
water solvated H+ was used.21 The pKa was calculated using
eqn (4), using ΔG for the corresponding reaction below where
B is the intermediate being protonated (see ESI† for more
details).

BþHþ ! BH pKa ¼ �ΔG=RT ln 10 ð4Þ

Energy coordinate diagrams were generated from the free
energy change of each step in the catalytic cycle with the
reduction potentials referenced either to SCE or −1.3 V vs. SCE
and a pH of 12 as indicated in the figure captions. These were
chosen to indicate the reaction coordinates at experimental
conditions. The reaction was optimal at pH 12 and −1.3 V is
the reduction potential of reduced fluorescein dye. The ΔG°
values reported in the text are standard state, and the values in
the figures are referenced to these experimental values. Any

Table 1 Calculated bond lengths vs. crystal structure bond lengths for different basis sets and levels of theories

Crystal structure

B3LYP B3LYP B3LYP B3P86 B3P86 B3P86

Ethanol CPCM Gas Water CPCM Ethanol CPCM Gas Water CPCM

Bond Length Length Length Length Length Length Length

Ni–N1 2.034 Å 2.069 Å 2.064 Å 2.090 Å 2.063 Å 2.071 Å 2.062 Å
Ni–N2 2.041 Å 2.102 Å 2.101 Å 2.065 Å 2.041 Å 2.044 Å 2.044 Å
Ni–N3 2.081 Å 2.063 Å 2.071 Å 2.070 Å 2.044 Å 2.038 Å 2.041 Å
Ni–S1 2.541 Å 2.565 Å 2.609 Å 2.603 Å 2.549 Å 2.554 Å 2.549 Å
Ni–S2 2.526 Å 2.608 Å 2.604 Å 2.596 Å 2.560 Å 2.548 Å 2.563 Å
Ni–S3 2.518 Å 2.607 Å 2.564 Å 2.613 Å 2.545 Å 2.514 Å 2.545 Å
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interaction with the sacrificial electron donor triethylamine, or
the decomposition products of triethylamine were not con-
sidered in this study.

The structure of the transition state was determined using
the QST2 method with compound 3 and 1−/H2 as the input
geometries. The frequency calculation for the transition state
structure showed one negative frequency. The normal mode
for the negative frequency was identified as corresponding to
the H–H bond stretch, suggesting that it is the correct tran-
sition state for the formation of H2.

Results and discussion
Protonation

Experimental results indicate protonation occurs prior to
reduction; a reduction wave is only observed after addition of
acid to the catalyst.11 We calculated the reduction potential of
1− to be −1.9 V. This potential is too negative to be reduced
under experimental conditions, corroborating that protonation
must occur first.

Protonation can occur at either the sulphur or pyridyl nitro-
gen; resulting in dechelation of the ligand. Protonation of the
pyridyl nitrogen is proposed by Eisenberg et al. A crystal struc-
ture of a similar compound, Ni(H-PyS)4,

6 shows protonation of
the pyridyl nitrogen in a square planar compound with only
remaining sulphur coordination. However, for a similar
complex with a tris-phosphine chelating ligand and a PyS
ligand, it has been suggested that protonation occurs at the
sulphur without detachment from the Ni, followed by proton
migration to the detached pyridyl nitrogen.42 To probe the pre-
ferred protonation site we optimized structures with one proto-
nated sulphur, both attached (ring closed) 2Sc and detached
(ring open) 2So from the Ni, and the protonated pyridyl N (ring
open), 2N. The open and closed structures of the protonated
sulphur optimize to the same open structure, 2s (Fig. 2).

Dechelation of the protonated ligand results in a square pyra-
midal structure. The meridinal geometry of 1− results in two
distinct pyridyl nitrogen sites. Protonation to form the cis
isomer is statistically more likely, and slightly lower in energy;
as such we only consider the cis geometry.

Using the energy of a solvated proton, the pKa for the
species protonated at the sulphur and nitrogen were calculated
to be 3.2 and 9.9 respectively (eqn (5) and (6) in standard
state). The experimentally determined pKa of the catalyst is
12.1.11 The calculated pKa of 9.9 for the species protonated at
the pyridyl nitrogen is within the 2.6 unit error typical for this
method.21 The photocatalytic experimental reaction conditions
report an optimal pH of 12. Protonation at the sulphur under
these conditions is less favoured than protonation at the nitro-
gen and unlikely to occur (Fig. 3).

1� þHþ ! 2S ΔG° ¼ �4:31 kcal mol�1;pKa 3:2 ð5Þ

1� þHþ ! 2N ΔG° ¼ �13:5 kcal mol�1;pKa 9:9 ð6Þ
The calculated pKa for the species protonated at the pyridyl

nitrogen supports that the catalytic cycle starts with protona-
tion and subsequent reduction to form complex 2N

−.

Geometry and water coordination

The catalyst, 1− is in an octahedral configuration. Initial proto-
nation at a pyridyl nitrogen detaches the nitrogen at which
point the complex is five-coordinate square-pyramidal leaving
a vacant coordination site that could be occupied by solvent.
The reaction solvent is a mixture of water and ethanol. Due to
electrostatic potential and size of water we considered water
coordination. To explore water coordination, we optimized the
geometry and performed frequency calculations on the inter-
mediates both with (4) and without (2N) a coordinated explicit
water molecule (see ESI† for structure). 4 has a similar geo-
metry as 2N, but with a water molecule occupying the vacant
coordination site. Coordination of water to the vacant site is
not energetically favourable for the protonated compound 2N

Fig. 2 Optimized structures of 1−, 2N, 2S and 12−. Grey, carbon; blue,
nitrogen; yellow, sulphur; white, hydrogen; light blue, nickel.

Fig. 3 Energy coordinate diagram vs. SCE at pH 12 of: Green: reduction
of 1−; red: protonation at S followed by reduction; blue: protonation at
pyridyl N followed by reduction.
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by 6.42 kcal mol−1 (eqn (7)). The standard state is calculated
with 1 M H2O; considering water as a solvent (55 M) this reac-
tion is also not spontaneous. Furthermore, the reduction
potential of 4 is −2.4 V, far from the experimentally observed
value of −1.18 V.

2N þH2O ! 4 ΔG° ¼ þ6:42 kcal mol�1 ð7Þ

2N� þH2O ! 4� ΔG° ¼ þ34:96 kcal mol�1 ð8Þ
After reduction the catalyst is still five coordinate. Likewise,

water coordination after reduction is thermodynamically
unfavourable with ΔG = +34.96 kcal mol−1 (eqn (8)). Calcu-
lations indicate that although there is a vacant coordination
site on complex 2N and 2N

−, water coordination to make 4 and
4− is not energetically favourable and is unlikely to occur.

However, coordination of a hydroxide to 2N to get 5 ion is
exothermic, ΔG° = −11.38 kcal mol−1. The reduction poten-
tial of 5 is −1.7 V, outside the potential available under
experimental conditions indicating that either reduction of
2N is kinetically favoured over hydroxide coordination or
hydroxide coordination is reversible. This intermediate is un-
likely to contribute to the catalytic cycle and is not con-
sidered further.

Spin state

The spin state of the complex is set by the user in the calcu-
lation setup, allowing both investigation into various spin
states and room for error in choosing the incorrect spin state.
For most organic molecules all electrons are paired and a
singlet spin state can be assumed, however transition metal
complexes are more complicated.43,44 Six coordinate Ni(II) is
octahedral d8 so 1− and 2N have a triplet ground state with two
unpaired electrons. When 2N was optimized as a singlet, the
geometry changed to square planar with dechelation of two
ligands and the complex was 7.0 kcal mol−1 higher energy
than the triplet.

Intermediate 2N
− could be either a doublet with an

unpaired electron on the metal, or a quartet with one unpaired
electron on a ligand and two on the metal. The geometry was
optimized for the complex in both spin states. Many redox
catalysts operate through redox active (non-innocent) ligands.45,46

Spin localization can be difficult to determine experimentally
for intermediates not long-lived enough for electron paramag-
netic resonance (EPR) experiments, however localization of
spin density can be determined through computationally gen-
erated spin density maps.

Spin density maps were generated to localize the electron
density of the unpaired electrons (Fig. 4). The geometry
optimizations of 2N

− as a doublet and quartet show minimal
change in structure. However, from the spin density maps it is
evident that the electron density of the doublet of complex 2N

−

is heavily localized on the central nickel atom. The quartet
spin has electron density more delocalized across the ligands,
predominantly on the protonated pyridyl ligand. The doublet
zero-point energy is lower by 87.2 kcal mol−1 than the quartet.
The lower energy of the doublet state indicates that reduction

of 2N results in a doublet state with electron density on the Ni
centre, not the ligand.

Hydride formation

The final intermediate in the proposed reaction pathway is a
nickel hydride (3) formed through a second reduction and
protonation. Experimentally the hydride has not been isolated
but is thought to form through a concerted proton coupled
electron transfer (PCET) step.6 The hydride could be formed in
one PCET step, or in two sequential steps, protonation and
reduction.47,48 Optimized geometries for the reduced com-
pound, 6, and the protonated compound, 7, were found to give
stable structures suggesting a possible sequential reaction
pathway (Fig. 5). Considering these intermediates the follow-
ing options were considered: (A) reduction of 2N

− to yield
complex 6, then addition of a proton at the nickel centre to
yield complex 3, (B) reduction of 2N

− with concerted migration
of the proton to the Ni, to yield complex 8 and subsequent
protonation to yield complex 3 (C) protonation of the nickel
centre of 2N

− to yield complex 7, then reduction of the
complex to again form 3, and (D) concerted PCET, which was
modelled by addition of a proton at the nickel centre and
simultaneous addition of an electron. Note the final intermediate,
3, is the same in all four options.

To begin, we consider reduction of 2N
− to yield 6. The cal-

culated reduction potentials for 2N
− is −2.1 V. Under experi-

mental photocatalytic conditions, electron transfer is thought
to occur through a reductive quenching mechanism such that
the electrons would come from reduced dye, fluorescein, at a

Fig. 4 Electron spin density map of 2N
−. Quartet spin state (left)

doublet spin state (right).

Fig. 5 PCET alternative intermediates, reduction, 6; protonation, 7; and
reduction with concerted proton migration, 8.
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potential of −1.3 V.11 This would not have enough potential to
reduce 2N

−. Due to the high reduction potential for 2N
−, we no

longer consider option A.
Option B, proton transfer from the pyridyl nitrogen to the

metal centre with 2N
− reduction, results in a hydride inter-

mediate, 8 that is −42.14 kcal mol−1 more stable than complex
6. Concerted proton transfer to the Ni and reduction has a cal-
culated potential of −1.8 V. Protonation of this complex is
unfavourable by 30.49 kcal mol−1. Attempts to model an inter-
molecular PCET reaction with an explicit water molecule did
not optimize to a protonated structure.

Option C, formation of 7, is exergonic by 11.96 kcal mol−1,
this corresponds to a pKa of 8.8 for the Ni–H on compound 7.

2N� þHþ ! 7 ΔG° ¼ �11:96 kcal mol�1;pKa 8:8 ð9Þ

Experimentally, the reaction occurs at a pH of 12.11 Even
considering a 2.6 pKa unit margin of error, equilibrium likely
lies towards having higher concentrations of 2N

−, rather than
protonated compound 7. Interestingly Eisenberg et al. noted a
small reduction wave in the CV around −1.0 V that did not
show any catalytic behaviour and that disappeared upon
neutralization.6 Our results indicate this peak may correspond
to reduction of 7 that has a calculated reduction potential of
−1.0 V. At pH 12 protonation of 2N

− is only exothermic by
4.41 kcal mol−1. Although only small amounts of 7 may be
formed it would be easily reduced, driving this reaction.

Finally, eqn (10), concerted protonation and reduction was
calculated to require 2.3 kcal mol−1. In the absence of kinetic
data, we hypothesize that the transition from 2N

− to 3 will
have a lower barrier of activation than the transition from
7 to 3 (Fig. 6).

2N� þ e� þHþ ! 3 ΔG° ¼ 2:35 kcal mol�1 ð10Þ
The ground state of the hydride, 3, and the doubly reduced

compound, 6, could be either a singlet state or a triplet state.
Knowing where electron density is localized is important for

ligand design. The energy of the triplet state for 3 is 61.7
kcal mol−1 lower in energy than the singlet state. The spin
density map of 3 in a triplet state shows electron density on
both the metal and the hydride, supporting the hydride desig-
nation of this complex (Fig. 7). Likewise, the triplet state of 6 is
35.6 kcal mol−1 lower in energy than the singlet. The electron
density is located primarily on the protonated ligand (Fig. 7).
These electron density maps suggest that unlike the first
reduction, which was centred on the nickel, the second
reduction is ligand based.

Hydrogen release

After formation of the Ni hydride, 3, the catalyst has the two
electrons and two protons required to produce H2. In the octa-
hedral complex 3 the proton on the pyridyl nitrogen and Ni are
close together (1.44 Å). In the optimized structure of the tran-
sition state the H–H bond length is 0.98 Å. The Ni–H bond
length has extended to 1.72 Å, and the N–H bond length is
1.33 Å (Fig. 8). The transition state, TS, is only 0.64 kcal mol−1

higher in energy than 3. The release of H2 from the transition
state is exergonic by 5.2 kcal mol−1, suggesting that H2 elimi-
nation has a low barrier of activation.

Complete catalytic cycle

Thermodynamic cycles were used to determine the most cata-
lytically favoured pathway. The reduction potentials and pKa’s

Fig. 6 Energy coordinate diagram for alternative paths to PCET. Red:
2N

− is first protonated (7), then reduced at the Ni centre; green reduced
to 6, and proton migration, 8; blue: concerted PCET.

Fig. 7 Spin density map for 3, triplet, left, and 6, triplet, right, showing
spin density located heavily on the hydride and protonated PyS ligands
respectively.

Fig. 8 Structure of transition state between 3 and 1− + H2 with bond
lengths.
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connecting each intermediate are shown in Fig. 9.49,50 We cal-
culated that reduction of 1− prior to protonation would require
a potential of −1.9 V. Thus, it is evident that initial protonation
is more favourable than initial reduction of 1−. This is in
agreement with electrochemical experimental data indicating
that without acid present in solution, no cyclic voltammetry
wave is observed at potentials less negative than −2.0 V.11 The
calculated pKa of 2N is 9.9, which is in relatively good agree-
ment with the experimentally measured pKa of 12. Given the
2.6 unit margin of error, protonation of compound 1− is likely
at pH 12, which was used in the photocatalytic experiment.

From experiment it is still unclear if the formation of the
hydride, 3, occurs through sequential or concurrent protona-
tion and reduction. Structures of protonated intermediate 7
and reduced intermediates 6 and 8 were optimized suggesting
these may be stable intermediates and sequential PCET may
occur. However, the reduction potential of 2N

− to make 6 and
8 are −2.1 V and −1.8 V respectively, making formation of
these intermediates unlikely (Fig. 9). The protonated com-
pound 7, if present in solution, is likely found in low concen-
trations, however the low reduction potential would drive this
reaction toward the hydride 3. Additionally, electrochemical
data indicates the presence of a second reduction at −1.0 V.
Our calculated reduction potential of −1.0 V for 7 indicates
correct identification of this reduction wave. Taking into con-
sideration the pKa’s and reduction potentials a sequential
PCET where protonation occurs before reduction is most con-
sistent with experimental results. However, the overall ΔG of
2.35 kcal mol−1 for PCET, where 2N

− becomes 3, suggests a
low barrier to a concerted mechanism. The structure of the
hydride 3 shows the protons in close proximity, requiring very
little energy to generate the transition state for H2 elimination
to regenerate the initial catalyst 1−.

These calculations suggest two main routes to improve cata-
lyst design, first sterically hindering the space around the
nickel could prevent coordination of a hydroxide that forms a
complex that cannot continue through the catalytic cycle.
Secondly, the high energy steps are protonations, thus increasing

the basicity of the ligand may result in a more active catalyst.
Also the reduction potentials determined suggest that a less
reducing photosensitizer would still provide the potential
needed to drive this reaction and could allow for ideal match-
ing of photosensitizer and catalysts. Further studies into this
hypothesis are underway.

Conclusions

This study explored the Ni(PyS)3
− (1−) intermediates through-

out the catalytic cycle of proton reduction. Specifically, DFT
calculations support the experimentally proposed catalytic
cycle while providing insight into intermediate complex geo-
metries and electron localization of the reduced intermediates.
Catalyst protonation at the pyridyl nitrogen is required to
lower the reduction potential of the catalyst so that it can be
reduced by the photosensitizer. This protonation leads to
ligand dechelation, leaving a vacant coordination site. Water
coordination following initial protonation is thermo-
dynamically unfavourable, however hydroxide coordination is
exothermic and could lead to an intermediate that would not
continue through the catalytic cycle. The spin density map of
the reduced catalyst (2N

−) reveals electron density is localized
at the metal centre. The formation of the nickel-hydride inter-
mediate 3 occurs through sequential proton-electron transfer,
and the hydride nature was confirmed through a spin density
map. H2 elimination from this species is not energetically
demanding, as demonstrated through determination of the
transition state energy. Through the use of DFT calculations,
we elucidated features of intermediates along the catalytic
cycle of Ni(PyS)3

− which were experimentally unexplored.
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