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pH response and molecular recognition in a
low molecular weight peptide hydrogelt

Stefanie C. Lange,® Jan Unsleber,? Patrick Driicker,” Hans-Joachim Galla,?
Mark P. Waller® and Bart Jan Ravoo*?®

In this article we report the preparation and characterization of a peptide-based hydrogel, which
possesses characteristic rheological properties, is pH responsive and can be functionalized at its thiol
function. The tripeptide N-(fluorenyl-9-methoxycarbonyl)-L-Cys(acetamidomethyl)-L-His-L-Cys-OH 1
forms stable supramolecular aggregates in water leading to hydrogels above 1.5 wt%. Rheological analysis
of the hydrogel revealed visco-elastic and shear thinning properties of samples containing 1.5 wt% of
peptide 1. The hydrogel reversibly responds to pH changes. Below and above pH 6, electrostatic repulsion
of the peptide results in a weakening of the three-dimensional gel network. Based on atomic force
microscopy, small angle X-ray scattering and molecular dynamics simulations, it is proposed that
the peptide assembles into nanostructures that tend to entangle at higher concentrations in water. The
development of functional materials based on the peptide assemblies was possible via thiol-ene-click
chemistry of the free thiol function at the C-terminal cysteine unit. As a proof of concept, the functionali-
zation with adamantyl units to give 1-Ad was shown by molecular recognition of $-cyclodextrin vesicles.
These vesicles were used as supramolecular cross-linkers of the assemblies of peptide 1 mixed with

www.rsc.org/obc

Introduction

Self-assembly emerges as a powerful methodology for the
preparation of nanostructured materials with dynamic and
adaptive properties. Nowadays, the self-assembly in aqueous
solution of macromolecular as well as low molecular weight
building blocks® into well-defined nanostructures such as
fibers, networks and hydrogels is well established. However,
the implementation of functionality into tailor made supra-
molecular architectures for application in biomedical techno-
logy is still a highly challenging area of research. In recent
years, considerable progress has been made using macro-
molecular materials, such as coiled coil peptides that provide
biomimetic fibrils,> nanoparticles that sense proteins* and co-
polymers that act as chaperones.®

In view of their biodegradability and biocompatibility, pep-
tides are an excellent choice to construct bioactive functional
materials in a bottom up approach. Peptides offer attractive
and specific intermolecular interactions such as hydrogen
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peptide 1-Ad leading to gel networks at a reduced peptide concentration.

bonds, electrostatic, hydrophobic, CH-n- and n-rn-interactions
and tend to self-assemble in aqueous media into fibers, vesi-
cles and sheets, also giving rise to hydrogels.® In some cases,
the self-assembly of peptides can be directed by external
stimuli, such as oxidation® or pH.% Stimulus-responsive self-
assembly can also be observed for a variety of synthetic, non-
peptide building blocks.”

It is well-known that the self-assembly of N-fluorenyl-
9-methoxycarbonyl (Fmoc) protected dipeptides into n—x inter-
locked p-sheets leads to formation of hydrogels.®**® In the
course of our work on dynamic libraries of peptides,® we syn-
thesized the tripeptide Fmoc-L-Cys(Acm)-L-His-L-Cys and by ser-
endipity discovered that it has a pronounced tendency to form
a hydrogel. In this article, we demonstrate the preparation and
full characterization of hydrogels based on this peptide. Using
a combination of rheology and microscopy as well as mole-
cular dynamics simulations, we show that the peptide forms a
hydrogel that possesses characteristic rheological properties, is
PH responsive and can be functionalized at its thiol function.
As a proof-of-concept, the peptide was functionalized with ada-
mantane and shown to cross-link cyclodextrin vesicles as a
result of selective host-guest inclusion. The formation of
hydrogels from cyclodextrin vesicles (CDV) and adamantane-
functionalized polymers was reported recently.” Although the
concept of a hydrogel containing supramolecular polymers
and vesicles has been described before, the self-assembly of
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a hydrogel network based on molecular recognition of a supra-
molecular peptide polymer and vesicles is - to the best of our
knowledge - unprecedented.

Results and discussion

The tripeptides Fmoc-1-Cys(Acm)-1-His-L-Cys 1 and Fmoc-L-Cys-
1-His-1-Cys 2 (Fig. 1, left) were prepared with standard solid
phase peptide synthesis using Fmoc-strategy and side chain
protected amino acids in the natural t-form. Details of the syn-
thesis and analysis of the peptides are provided in the Experi-
mental section as well as in the ESL{ The analytical data
obtained for peptides 1 and 2 are fully consistent with the
molecular structures shown in Fig. 1. The peptide sequence
features a number of important elements that are critical to its
self-assembly in aqueous solution. The importance of the
Fmoc group for the formation of hydrogels due to n-n-stacking
of small peptides has been discussed in many recent publica-
tions.®*®'° Introduction of the polar imidazole side group
equips the molecules with a second pH tunable moiety beside
the carboxylic acids at the C-terminus. In addition, the free
thiol functions of peptide 1 and 2 are useful for disulfide for-
mation and disulfide exchange or functionalization in a thiol-
ene-click reaction. Whereas peptide 2 does not show any ten-
dency to form a gel in aqueous solution, the Acm protection of
the N-terminal cysteine in peptide 1 changes the polarity of
this unit completely. It was found to form a hydrogel above
1.5 wt% (Fig. 1, right), which is in agreement with previously
reported Fmoc terminated small peptide hydrogels.®***°

The mechanical properties of samples containing different
amounts of peptide 1 were studied with rheology. For a
detailed picture of the viscous and elastic contribution to the
mechanical properties of the materials, oscillatory rheological
measurements were performed (Fig. 2a). A strain amplitude
sweep revealed constant extensions of the linear viscoelastic
region although the plateau value of the storage modulus G’
drops drastically when less than 1.5 wt% 1 was used
(G’ =10"-10> Pa). This can be explained by a decrease in rigidity
of the hydrogel due to a diminishing number of entanglements

o 1.0 wt%

.

1 = B y
B Sl

Fig. 1 Structure of tripeptides Fmoc-L-Cys(Acm)-L-His-L-Cys-OH 1 and
Fmoc-L-Cys-L-His-L-Cys-OH 2 (left) and visualization of gelation pro-
perties of 1 above 1.5 wt% compared to 2 (right).

1.5 wt%
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and non-covalent cross-links. In Fig. 2b frequency sweep
measurements of the storage and loss moduli (G' and G") are
shown. The curves are parallel, almost linear and the elastic
component G' dominates the viscous component G” for both
concentrations, confirming the gel character of these samples.

Steady shear flow experiments (Fig. 3a) showed flow curves
with characteristic shear thinning behavior, despite classical
Newtonian behavior up to a shear rate of y = 0.01 s'. The
latter can be explained with overlapping flow curves of break-
ing and rebuilding junctions within the material at low rates,
resulting in a constant viscosity and increasing shear stress.
Here, the absolute values of the zero-shear viscosities
(70 = 10°-10" Pa s) again indicate a dependency on the cross-link
density. For increasing shear rates the materials show viscous
flow, which likely indicates that the non-covalent interactions
in the gel are easily broken under shear stress. Furthermore,
the thixotropic behavior was examined in transient stress
curves due to instantaneous changes in shear rate (Fig. 3b).
Initially, the viscosity was measured at a shear rate of the
linear regime (y = 0.5 s™"), next a breakdown of the bulk struc-
ture of the material was induced by applying a high-magnitude
shear rate (7 = 500 s™') causing a steep decline in viscosity. To
record the build-up curve subsequently the low shear rate of
7= 0.5 s~ was used. The hydrogel with 1.5 wt% 1 show excellent
thixotropic behavior and was found to recover within only a
few seconds. The build-up curve of the less concentrated
sample (1.0 wt%) increases much slower and not completely
up to the initial value within the time range of the experiment,
which is due to reduced entanglement of the supramolecular
network at lower peptide concentration.

In addition to its attractive mechanical properties, the
obtained hydrogel exhibits a reversible pH response. In Fig. 4a
two complete switching cycles are shown. The hydrogel was
obtained every time physiological pH was reached, either from
lower or higher pH values. The mechanical properties of
different samples confirm an increased stability around pH 6,
whereas acidic or basic conditions lead to lower viscosities
(Fig. 4b). Images of the gels and solutions at different pH are
provided in the ESI{ (see ESI Fig. S51). The viscosity values
shown in Fig. 4b were determined with steady shear rheology
measurements (see ESI Fig. S61). Considering the pK, value for
the imidazole unit of histidine (pK, = 6.0 for free histidine), it
is reasonable to assume that the pH response of the gel orig-
inates primarily from the imidazole unit. We suggest that the
peptide is zwitterionic at pH 6 (protonated imidazole and
deprotonated C-terminus), whereas it becomes increasingly
cationic at lower pH (pronated imidazole and C-terminus) and
increasingly anionic at higher pH (deprotonated imidazole
and C-terminus). It should be noted that above pH 8 the base
labile Fmoc protection group is eliminated followed by a
degradation of the hydrogel.'* As a consequence the peptide
dissolves, while the Fmoc-group precipitates from solution
(see ESI Fig. S57).

It should be emphasized that although hydrogels are only
obtained for rather high concentrations of peptide 1 in water
at pH 6, the peptide also forms supramolecular aggregates at

This journal is © The Royal Society of Chemistry 2015


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c4ob02069c

Open Access Article. Published on 31 October 2014. Downloaded on 3/16/2026 2:51:42 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

View Article Online

Organic & Biomolecular Chemistry Paper

a) b

.
10° 4 G —®—G" 1.0 wt% 1 £ 10
—0—-G' —&—G" 15 wt%1

—

-
o
*
1

10° 4

-
o
t
1
T
=y
o
w

W—D—D—D—UD—D—Q_U_

10° 4 n\m“\u

1

storage modulus G'f Pa
storage modulus G'/ Pa
loss modulus G"{ Pa

"~

a '
—O— 1.0 wit% 1 10 5 \.‘10
g0 ] e 1Ewts 1
r Tt —— e — S— : - — . . -
10" 10° 10" 10° 10" 10° 10° 10*
amplitude y / % frequency @ /rad s’

Fig. 2 Oscillatory rheological measurements of solutions and hydrogels with 1.0 wt% and 1.5 wt% 1. (a) Storage modulus obtained from a strain-
amplitude sweep performed at w = 10 rad s™*. (b) Storage G’ and loss G" moduli obtained from a frequency sweep performed at y = 0.5%.
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Fig. 3 (a) Steady shear rheological measurements reveal the response to increasing shear stress of solutions and hydrogels with 1.0 wt% and
1.5 wt% 1. (b) Step-rate measurements of samples with 1.0 wt% and 1.5 wt% 1 display the different recovery of the hydrogel network immediately
after the breakdown due to a high magnitude shear rate.
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Fig. 4 Visualization of the pH response of the hydrogel: (a) Cycles of gel formation due to pH stimuli; (b) pH response of the gel viscosity. The gel
was prepared with 1.5 wt% 1 and the pH was adjusted with aqueous NaOH and trifluoroacetic acid. The viscosity was determined with steady shear
rheology measurements.

much lower concentrations. In fact, the stability of the peptide chroism characteristic for peptide self-assembly could be clearly
assemblies under diluted conditions was demonstrated with observed even for concentrations down to 0.005 wt% (see ESI
circular dichroism spectroscopy. A pronounced circular di- Fig. S7f). For morphological investigations atomic force
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Fig. 5 AFM images of 100-fold diluted hydrogel with 1.5 wt% 1 at (a) pH 4 and (b) pH 6 show rod like structures which assemble in a different
manner. (c) The height profiles 1 and 2 were marked within the zoom images. Silicon wafers were used as substrate.

microscopy (AFM) and small angle X-ray scattering (SAXS)
measurements were performed. The scattering profiles of the
SAXS experiments show a correlation peak at g = 0.23 A™",
which is indicative for the presence of a molecular bilayer with
a thickness of 2.8 nm (see ESI Fig. S87). Based on results from
Janmey'? and Ulijn,*>®'**3 Fmoc protection groups build up
n-m-interactions in aqueous solutions leading to an overlap-
ping of these units within the assemblies. For monomer 1 this
implies a mean value of around 3 nm for the bilayer thickness,
consistent with the SAXS data. Fig. 5 shows AFM images of
diluted samples of the hydrogel with 0.01 wt% at pH 4 and
PH 6 deposited on silicon wafers. In both cases, rod like assem-
blies were observed, which were up to 2 um long. The height
profiles of regions selected reveal rod widths of approximately
50 nm and multiple height steps, each 3 nm in height. The
assembly into higher, stacked structures confirms the remark-
able stability of the peptide assemblies even under dilute con-
ditions. When comparing the samples at different pH values,
it is observed that the assembly distribution varies drastically.
While entangled assemblies are found at pH 6, only isolated
assemblies are observed at pH 4, which is in good agreement
with the macroscopic gelation behavior at pH 6. We propose
that the entanglement of the assemblies is higher for the
zwitterionic form of the peptide at pH 6 and decreases upon
(partial) protonation at pH 4.

The free C-terminal thiol function of peptide 1 is prone to
oxidation under air exposure. In that case, it would be expected
that disulfide formation between two monomers of 1 occurs at
PH 8, resulting in an ultrastable, densely cross-linked hydrogel
since not only two monomers in the same assembly may form
an intra-assembly disulfide bond, but also two different
assemblies can form inter-assembly disulfide bonds. AFM

564 | Org. Biomol. Chem., 2015, 13, 561-569

Fig. 6 AFM images of samples with 0.01 wt% 1 at pH 8 after prolonged
exposure to air.

images of a sample of oxidized material confirm a highly
cross-linked network of peptide assemblies (Fig. 6).

Molecular dynamics (MD) simulations of peptides 1 and 2
within the proposed assembly were performed to verify the
importance of the Acm protection group concerning the gela-
tion behavior of peptide 1. The calculated average bilayer thick-
nesses of 3.144 nm for 1 and 2.968 nm for 2 (Fig. 7) are in
good agreement with the previously discussed morphologies
of the assemblies of 1. Considering that the outer monomers
lack neighbors, because the simulation only represents a frac-
tion of a larger system, the assembly of 1 holds its shape as a
bilayer during the time scale of the calculation (Fig. 8a),
whereas the assembly of 2 falls apart from the initial structure
to form a disordered conglomerate (Fig. 8b). However, the
peptides behave like amphiphiles and arrange with the hydro-
philic part facing water, while the hydrophobic Fmoc-
protection groups overlap at the inner part of the bilayer.

This journal is © The Royal Society of Chemistry 2015
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Fig. 7 (a) Schematic representation of the estimated membrane thick-
ness from the calculated length of peptide 1 taking into account over-
lapping Fmoc-protection groups in the core of the bilayer. (b) Average
thickness of the bilayer models of peptide 1 and 2, calculated from 100
evenly distributed snapshots for each independent 5 ns MD run.

P

Fig. 8 Selected snapshots from the MD simulations of the three deca-
meric structures of 1 and 2. (a) Assembly of peptide 1 at around 3.6 ns
with an average bilayer thickness of 3.144 nm. (b) Assembly of peptide 2
at around 3.6 ns. Water is omitted from this figure for clarity.

Furthermore, the tendency for the Acm protected peptide 1
to build up supramolecular assemblies, in comparison to
peptide 2 lacking the Acm protection group, was confirmed by
a higher aggregation propensity (see ESI Fig. S9t). The aggrega-
tion propensity is calculated as the sum of the solvent accessi-
ble surface areas of all individual monomers divided by the
solvent accessible surface area of the assembly. Therefore an
increased aggregation propensity indicates aggregation while a
value of 1 indicates the diffusion of free monomers. The aggre-
gation propensity has previously been used by Tuttle and co-
workers to evaluate the aggregation of dipeptides."* Because
our simulations started from a tight assembly, peptide 2
reveals an aggregation propensity not much lower than that of
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peptide 1, but the increasing trajectory of peptide 1 shows a
trend to an even higher aggregation, while peptide 2 does not.

In the final part of this paper, we demonstrate that it is
possible to use the hydrogel as a supramolecular scaffold of a
low molecular weight peptide that offers addressable functions
for molecular recognition. Functionalization of peptide 1 with
adamantane to give 1-Ad was easily achieved via thiol-ene
click chemistry using an alkene-terminated adamantane Ad-en
(Scheme 1). The inclusion of adamantane into the cavity of
p-cyclodextrin (CD) is well studied and has previously been
applied in soft supramolecular nanomaterials.”'® The affinity
and selectivity (binding constant K, ~ 10* M) of this particu-
lar host-guest system are suitable to mediate the incorporation
of p-cyclodextrin vesicles (CDV) in the peptide scaffold.

The functionalization of the scaffold with adamantane side
groups for host-guest inclusion complexation with CDV is
illustrated in Fig. 9. A functionalized hydrogel was prepared
simply by mixing peptide 1 with adamantane functionalized
peptide 1-Ad in a 9:1 molar ratio. When a diluted, viscous
solution of the adamantane functionalized gel with 1.0 wt%
total peptide is mixed with a dispersion of CDV (10 mM,
120 pL) a hydrogel is obtained, whereas no gel is formed with
control samples prepared from unfunctionalized 1 and CDV at
1.0 wt% (see ESI Fig. S10%). Since the adamantane on the
peptide and the CD at the surface of the CDV form strong
host-guest inclusion complexes, it can be assumed that the
CDV act as supramolecular gel stabilizer due to the formation
of multiple additional non-covalent cross-links of the peptide
aggregates. This is in agreement with our previously reported
polymer-based system, where CDV were incorporated into a gel
network of guest polymers and host vesicles.” To the best of
our knowledge, this is the first example of a supramolecular
small peptide scaffold in aqueous solution that bears reactive
groups that are accessible for one step functionalization result-
ing in tunable properties of the assembly.

Response of the hydrogels towards competitive host and
guest clearly demonstrates that the gel formation is due to
specific interaction of the adamantane groups of the peptide
scaffold and the CD cavities exposed on the CDV: Addition of
an excess of competitive host (3-CD) or guest (1-adamantyl-
amine hydrochloride) to the gel caused the disruption of the
gel network as the interactions of the scaffold with the vesicles

o
o 0
o~ NH
erH SH ’ KO\\\ O JOL er\)oL s\(3/\/0\\\0\ﬁ
0 0 ) ” N o
Qrbpdyyp - e QeSS S
O © (( © o\) O ((NH o
i < - NS
®
1 Ad-en 1-Ad

Scheme 1 Functionalization of peptide 1 with adamantane via thiol-ene click reaction. Conditions: DMPA, acetonitrile, UV-light irradiation

A=365nm, 6 h, RT.

This journal is © The Royal Society of Chemistry 2015
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Fig. 9 Formation of a stabilized supramolecular hydrogel of adamantane functionalized peptide scaffolds (1 :1-Ad mixed 9 : 1 and cyclodextrin vesi-
cles (CDV) of amphiphilic p-cyclodextrin host molecules (3-CDA) via multivalent host—guest inclusion complexes at pH 6 (final concentrations are

0.75 wt% of 1 and 2 mM (0.6 wt%) CDV).
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Fig. 10 Peptide scaffold mediated vesicle aggregation: (a) optical density at 600 nm of two samples of CDV (50 pM or 0.0015 wt%) after addition of
10 pL gel of peptide 1 and gel of peptide 1: peptide 1-Ad (mixed 9:1), respectively, each at 1.5 wt% (final concentration of peptide: 0.015 wt%).
(b) Dynamic light scattering of bare CDV and both samples of the OD600 measurement.

were inhibited (see ESI Fig. S11%). In either case, solutions of
lower viscosity were obtained. These results clearly confirm the
highly specific functionalization of the scaffold with adaman-
tane as model for molecular recognition processes within the
hydrogel.

Furthermore, the stability of the self-assembled peptide
scaffold against dilution offers an alternative opportunity to
use the peptide as a readily functionalized template in even
more dilute samples. The interaction between the peptide
scaffold (1:1-Ad mixed 9:1) and CDV under dilute conditions
was monitored with optical density measurements. To this
end, a solution of the adamantane functionalized peptide
scaffold (10 pL, 1.5 wt%) was added to a solution of CDV
(1 mL, [CDA] = 50 uM). Molecular recognition of the adaman-
tanes on the peptide and the CD cavities on the vesicles
induce a strong increase in the optical density (ca. 0.45 in
60 min) due to the formation of host-guest complexes result-
ing in vesicle aggregation (Fig. 10a). The minor increase of the
optical density of the control sample (0.1 directly upon
mixing) of non-functionalized peptide is attributed to the scat-
tering of the scaffold itself. The size of the obtained aggregates
was measured with dynamic light scattering (Fig. 10b).

566 | Org. Biomol. Chem., 2015, 13, 561-569

A 50 pM solution of CDV shows an average vesicle size of
around 100 nm. The average size of the vesicles remains
unchanged when the non-functionalized peptide scaffold and
the CDV are mixed. In contrast, the apparent size the CDV
after addition of the adamantane functionalized peptide
scaffold shows is much larger, ie. around 6000 nm. Thus,
both the optical density and the light scattering measurements
confirm molecular recognition of the adamantane-functiona-
lized peptide scaffold and the CDV.

Conclusion

In summary we demonstrated that the tripeptide Fmoc-1-(Acm)
Cys-1-His-L-Cys 1 self-assembles into supramolecular bilayer
nanostructures, which entangle into a pH responsive gel
network above 1.5 wt% in water with characteristic rheomecha-
nical properties. Furthermore, peptide 1 was successfully func-
tionalized with adamantane guest units via thiol-ene-click
chemistry for molecular recognition with cyclodextrin vesicles.
To the best of our knowledge, this is the first example of
a supramolecular tripeptide scaffold in aqueous solution

This journal is © The Royal Society of Chemistry 2015
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that bears reactive groups that are accessible for one step
functionalization resulting in tunable properties of the entire
assembly.

Experimental section
Materials and methods

All side chain and Fmoc protected amino acids used for SPPS
were purchased from Novabiochem (Merck Biosciences AG,
Laufelfingen, Switzerland), all other chemicals from Sigma
Aldrich (Taufkirchen, Germany) or Acros Organics (Schwerte,
Germany) were used without further purification. All solvents
were dried according to the conventional methods before use.
DMF for SPPS had peptide synthesis grade. All reactions were
carried out in oven-dried flasks and were stirred magnetically.
Purification of final compounds was achieved with a prepara-
tive HPLC system using a semipreparative HPLC column. NMR
spectra were recorded on a 400 MHz spectrometer. Mass
spectra were recorded in the ESI mode. IR spectra were
recorded on a 3100 FT-IR equipped with a MKII Golden Gate
Single Reflection ATR unit. Ultrapure water was used in all
analytical measurements and for gel preparations. AFM
samples were prepared from a 100-fold diluted sample of the
hydrogel with 1.5 wt%. A drop of the solution was air-dried on
oxidized silicon surfaces and analyzed. For rheology and SAXS
experiments standard hydrogel samples with 1.5 wt% 1 were
used. OD600 measurements were performed on a double
beam UV-spectrometer using a constant wavelength of
A =600 nm and PMMA cuvettes. To a solution of CDV [50 pM],
10 pL of the hydrogel with 1.5 wt% of peptide 1 or the mixture
1 with 10% 1-Ad was added.

Standard operation procedures for SPPS

Loading of the resin (SOP 1) Loading of the resin was performed
according to literature under an atmosphere of argon.'® The
amino acid (2 eq. relative to resin loading) is dissolved in dry
DCM containing a small amount of DMF (solvent grade) and
added to 2-chlorotrityl resin (loading 1.5 mmol g~ resin).
After addition of DIPEA (2 eq. relative to resin loading) the
mixture is agitated by a slow stream of argon for 5 min. Follow-
ing another addition of DIPEA (3 eq. relative to resin loading),
agitation is continued for 1 h. The remaining reactive groups
of the resin are quenched with MeOH p. a. (1 mL g~ resin) for
15 min. After filtration of the resin it was washed consecutively
with DCM p. a. (2 x 20 mL), DMF SPPS s. g. (3 x 20 mL), DCM
p. a. (3 x 20 mL) and MeOH p. a. (3 x 20 mL) and dried in high
vacuum until a constant weight is reached. Step-wise chain
elongation via SPPS (SOP 2) SPPS was performed according to
literature."” Dry beads prepared as described in SOP 1 were
swelled in DMF p.a. for 45 min while shaking the reaction
vessel. After sucking of the DMF p.a., the Fmoc-group is
cleaved with 20% piperidine in DMF for 20 min. The resin is
washed with DMF p.a. (4 times) and alternately with DCM p.a.
(3 times) and isopropanol p.a. (3 times) to fully remove the
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piperidine. Success of the cleavage was controlled by the
Kaiser test. Equal amounts of a 5% ninhydrin solution in
EtOH, 80% phenole in EtOH and 0.001 M KCN in pyridine
were mixed with a few washed beads and heated for 1 min to
100 °C. A blue color of the beads indicated free amine func-
tions on the resin.'® The coupling step was performed by sus-
pending the resin in a solution of the according Fmoc-
protected amino acid (3 eq.) and Oxyma pure® (4.0 eq.) in
DMF (SPPS grade). After addition of DIPCDI (3.0 eq.), the sus-
pension is shaken for 2 h and then the solvent is filtered off.
Washing of the beads with DMF (SPPS grade, 4 times) was fol-
lowed by the Kaiser test, which should not result in a color
change if the coupling was successful. The deprotection and
coupling steps were continued until the desired peptide
sequence was obtained. Cleavage of resin and removal of perma-
nent protection groups (SOP 3) Cleavage of the resin and
removal of permanent protection groups was performed
according to literature.[see SOP1/2] Prior to splitting of the
peptide from the resin, the N terminal Fmoc-group has to be
removed by treatment with 20% piperidine in DMF for 20 min.
After washing with DMF p.a. (4 times) and alternately
with DCM (2 times) and isopropanol p.a. (2 times), the beads
were suspended in a solution of TFA:H,O:EDT:TIS =
94:2.5:2.5:1 and stirred for 8 h at r.t.. After filtration, the
beads were washed with TFA (5 times) and the filtrate was con-
centrated until the peptide started to precipitate. Addition of
cold Et,O resulted in complete precipitation and the suspen-
sion was kept overnight in the freezer. The peptide was col-
lected by filtration, washed with Et,0O and dried in high
vacuum to yield the peptides as white, hygroscopic crude pro-
ducts, which were stored under argon. Purification by prepara-
tive HPLC (SOP 4) Purification of the crude peptides were
achieved by reversed phase preparative HPLC using a gradient
of 95% to 20% A within 45 min. MALDI analysis of collected
fractions determines the product and analytical HPLC con-
firmed the purity of each fraction before they were combined.
Freeze drying provided the desired products as fluffy foams.
Fmoc--Cys(Acm)-L-His-.-Cys-OH 1. The synthesis was per-
formed using standard operation procedures. Loading of the
resin was performed as described in SOP1 using Fmoc-L-Cys
(Trt)-OH. Chain elongation was achieved according to SOP2
using Fmoc-1-His(Trt)-OH and Fmoc-1-Cys(Acm)-OH. After the
last coupling step terminal Fmoc Protection group was cleaved
off, and the resin was washed with DMF (3 x 20 mL) and DCM
(2 x 20 mL). Cleavage of the resin was done according to SOP3.
Purification of the crude product by preparative HPLC using
standard protocol yielded the peptide 1 (742 mg, 75%) as
white foam. "H NMR (300 MHz, DMSO-d,, 300 K) § 13.90 (s,
1H, 33-H), 8.90 (s, 1H, 25-H), 8.60 (t, *Jy = 6.5 Hz, 1H, 35-H),
8.32 (d, *Jun = 8.1 Hz, 1H, 28-H), 8.22 (d, %/ = 7.8 Hz, 1H,
20-H), 7.89 (d, *Juy = 7.5 Hz, 2H, 5,8-H), 7.76-7.68 (m, 3H,
2,11,16-H), 7.42 (t, *Jun = 7.4 Hz, 2H, 4,9-H), 7.37-7.26 (m, 3H,
3,10,24,26-H), 4.73-4.62 (m, 1H, 29-H), 4.49-4.39 (m, 1H, 21-H),
4.39-4.12 (m, 6H, 13,14,17,34-H), 3.23-2.95 (m, 2H, 22-H),
2.95-2.60 (m, 4H, 18,30-H), 1.86 (s, 3H, 37-H) ppm. “C{'H}-
NMR (75 MHz, DMSO-d,, 300 K) 6 171.4 (s, C-32), 170.9 (s,
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C-36), 170.1 (s, C-19), 169.9 (s, C-27), 156.1 (s, C-15), 143.8 (s,
C-1,12), 140.8 (s, C-6,7), 133.8 (s, C-25), 129.2 (s, C-23), 127.7
(s, C-4.9), 127.2 (s, C-3,10), 125.4 (s, C-2,11), 120.2 (s, C-5,8),
117.0 (s, C-26), 65.9 (s, C-14), 54.6 (s, C-17,21), 51.6 (s, C-29),
46.6 (s, C-13), 39.9 (s, C-34), 32.1 (s, C-18), 27.0 (s, C-22), 25.5
(s, C-30), 22.6 (s, C-37) ppm. See ESI for assignment of carbon
atoms.t ESI" (MeOH): calc.: m/z = 655.2003 [M + H]', 677.1823
[M + Na]'; det.: m/z = 655.2029 [M + H]", 677.1803 [M + Na]".

Fmoc-1-Cys-L-His-L-Cys-OH 2. The synthesis was performed
using standard operation procedures. Loading of the resin was
performed as described in SOP1 using Fmoc-L-Cys(Trt)-OH.
Chain elongation was achieved according to SOP2 using Fmoc-
L-His(Trt)-OH and Fmoc-1-Cys(Trt)-OH. After the last coupling
step terminal Fmoc protection group was cleaved off, and the
resin was washed with DMF (3 x 20 mL) and DCM (2 x 20 mL).
Cleavage of the resin was done according to SOP3. Purification
of the crude product by preparative HPLC using standard pro-
tocol yielded the peptide 2 (718 mg, 82%) as white foam. "H
NMR (400 MHz, DMSO-dg, 300 K) 6 13.99 (s, 1H, 33-H), 8.92 (d,
*Jun = 8.5 Hz, 1H, 25-H), 8.49 (d, ¥y = 8.2 Hz, 1H, 20-H), 8.21
(d, *Jyu = 7.8 Hz, 1H, 28-H), 7.91-7.86 (m, 2H, 5,8-H),
7.76-7.69 (m, 2H, 2,11-H), 7.66 (d, *Juy = 8.1 Hz, 1H, 16-H),
7.45-7.37 (m, 2H, 4,9-H), 7.36-7.29 (m, 3H, 3,10,26-H),
4.7-4.62 (m, 1H, 21-H), 4.48-4.40 (m, 1H, 29-H), 4.40-4.18 (m,
3H, 13,14-H), 4.15-4.07 (m, 1H, 17-H), 3.20-2.94 (m, 3H, 22,34-H),
3.07-2.94 (m, 2H, 18-H,, 30-H), 2.71-2.61 (m, 1H, 18-H,),
2.36 (t, *Jun = 8.6 Hz, 1H, 31-H) ppm. “C{"H}-NMR (101 MHz,
DMSO-dg, 300 K) 6 171.3 (s, C-32), 170.4 (s, C-19), 169.9 (s,
C-27), 156.1 (s, C-15), 143.9 (s, C-1,12), 140.8 (s, C-6,7), 133.7
(s, C-25), 129.3 (s, C-23), 127.7 (s, C-4,9), 127.2 (s, C-3,10),
125.4 (s, C-2,11), 120.2 (s, C-5,8), 117.0 (s, C-26), 65.8 (s, C-14),
57.5 (s, C-17), 54.6 (s, C-29), 51.7 (s, C-21), 46.7 (s, C-13), 26.8
(s, C-22), 26.0 (s, C-18), 25.5 (s, C-30) ppm. See ESI for assign-
ment of carbon atoms. ESI" (MeOH): calc.: m/z = 584.1632
[M + H]', 606.1451 [M + Na]’; det.: m/z = 584.1631 [M + H]',
606.1442 [M + Na]".

Synthesis of 1-Ad

The synthesis of adamantine-functionalized gelator 1-Ad was
achieved in three steps. Alkene functionalized adamantane Ad-
TEG-en (obtained in two steps) was coupled in a thiol-ene-
click reaction in situ to the free thiol of peptide 1.

Ad-TEG-en. A mixture of 2.00 g Ad-TEG-OH" (6.09 mmol,
1.0 eq.) and 683 mg KO'Bu (6.09 mmol, 1.0 eq.) in dry THF was
stirred for 30 min under Argon before 0.63 mL Allyl bromide
(7.31 mmol, 1.2 eq.) were added. A white precipitate formed
immediately and the solution was stirred another 24 h at room
temperature. The solid was filtered and washed with THF. The
Filtrate was concentrated and the product obtained by column
chromatography (silica gel, EtOAc, Ry = 0.50) as colorless oil
(1.39 g, 62%). "H-NMR (300 MHz, CDCl;, 300 K) § 5.89 (ddt,
e = 17.2, 10.4, 5.6 Hz, 1H, 14-H), 5.30-5.09 (m, 2H, 15-H),
4.00 (dt, *Jqyq = 5.7, 1.4 Hz, 2H, 13-H), 3.66-3.54 (m, 16H,
5,6,7,8,9,10,11,12-H), 2.11 (br, 3H, 2-H), 1.72 (d, %y = 2.8 Hz,
6H, 3-H), 1.67-1.49 (m, 6H, 1-H) ppm. “*C{'"H}-NMR (75 MHz,
CDCl;, 300 K) § 134.9 (s, C-14), 117.2 (s, C-15), 72.3 (s, C-4),
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72.3-59.5 (8 s, C-6,7,8,9,10,11,12, 13), 59.3 (s, C-5), 41.5 (s,
C-3), 36.5 (s, C-1), 30.6 (s, C-2) ppm. See ESI for assignment of
carbon atoms.} ESI" (MeOH): calc.: m/z = 386.2901 [M + HJ',
391.2455 [M + Na]’; det.: m/z = 386.2907 [M + H]", 391.2484
[M + Na]'.

Fmoc-L-Cys(Acm)-L-His-L-Cys-TEG-Ad (1-Ad). 150 mg Fmoc-
L-Cys(Acm)-L-His-1-Cys-OH 1 (229 pmol, 1.0 eq.) and 100 mg
Ad-TEG-en (271 pmol, 1.2 eq.) were dissolved in EtOH before
DMPA was added in catalytic amounts (10 wt%). The solution
was irradiated with UV light at 365 nm for 12 h, before the
solvent was evaporated. The obtained functionalized gelator
molecule was used without further purification for incorpor-
ation into the gel structure. MALDI" (ACN/H,0): calc.: m/z =
1023.45 [M + H]'; det.: 1023.44 [M + H]". IR (ATR): v = 3270 (w),
3145 (w), 3047 (w), 2907 (m), 2854 (m), 1718 (m), 1665 (s),
1533 (m), 1450 (m), 1371 (w), 1354 (w), 1305 (w), 1249 (m),
1201 (m), 1184 (m), 1128 (s), 1107 (s), 1088 (s), 1041 (m),
980 (m), 954 (m), 919 (w), 868 (w), 833 (w) cm ™.

Preparation of hydrogels

Hydrogel samples were prepared by stirring appropriate
amounts of freshly grounded 1 in distilled water at 40 °C over
night in a closed container. Cooling of the samples to room
temperature resulted in homogeneous hydrogels. The samples
were used for a maximum of one week to avoid cross-linking
due to disulfide formation. For the adamantane functionalized
gels 10 mol% of 1-Ad and 90 mol% of 1 were used instead of
only 1. The Ad-gel was prepared according to the described
procedure for the unfunctionalized hydrogel. For the incorpor-
ation of CDV in the peptide hydrogel, a 10 mM solution of
CDV was prepared according to literature'® and 120 pL of this
solution was added to a 1.0 wt% viscous Ad-gel sample. The
solutions were mixed and left for at least 2 h to provide a
homogeneous hydrogel.

Molecular dynamics simulations

The initial monomer geometries of 1 and 2 were generated by
geometry optimization with MOPAC2012%° at the PM7>" level
of theory. The systems were setup as three neighboring deca-
meric stacks with each alternating peptide monomer being
twisted by 180 degrees, only the central decameric stack was
used in the collection of statistics. Each of the systems was sol-
vated in a 4 nm sphere of TIP3 water. The solvent was relaxed
(solute was constrained) with a 20 ps MD simulation and the
solvation procedure was repeated several times to fill in any
intermediate voids that had appeared. The solvated systems
were then calculated for 250 ps equilibration, followed by
5 independent MD simulations of 5 ns each. All molecular
dynamics simulations were carried out using CHARMM
Version ¢35b3.%*
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