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Controlling chemistry in space and time has offered scientists and engineers powerful tools for research

and technology. For example, on-demand photo-triggered activation of neurotransmitters has

revolutionized neuroscience. Non-invasive control of the availability of bioactive molecules in living

organisms will undoubtedly lead to major advances; however, this requires the development of

photosystems that efficiently respond to regions of the electromagnetic spectrum that innocuously

penetrate tissue. To this end, we have developed a polymer that photochemically degrades upon

absorption of one photon of visible light and demonstrated its potential for medical applications.

Particles formulated from this polymer release molecular cargo in vitro and in vivo upon irradiation with

blue visible light through a photoexpansile swelling mechanism.
Introduction

Controlling chemistry in space and time with light has proven
enormously useful in biological research. For example, opto-
genetics is considered the breakthrough of the decade and has
revolutionized neuroscience.1 However, current means of
controlling cellular processes using light require tedious
synthetic or genetic development of tools specic to each target.
On the other hand, light-responsive nanocarriers2 can be used
to control the activity of any encapsulated bioactive molecule,
including proteins and nucleic acids, without the need for
chemical modication. Such versatile tools have enormous
potential to advance fundamental understanding of physiolog-
ical, developmental, and disease processes. Externally triggered
release of drugs from nanomaterials may also have exciting
applications in the treatment of disease, as it could allow
precise coordination with biological rhythms or disease activity.
Since particles can be injected within the tissue of interest and
remain localized in a depot-like manner, the pharmacokinetic
prole of the encapsulated drug can be altered. Such an
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approach would minimize injections and harmful side effects
while maximizing therapeutic outcome.

Light-responsive technologies useful in vivo must be highly
efficient and capable of responding to electromagnetic radia-
tion that can innocuously penetrate into tissue. To date most
photochemical systems do not meet such physiological
requirements, as the majority rely on UV light activation,2,3

which is both damaging to cells and does not appreciably
penetrate tissues. Systems making use of near-infrared (NIR)
laser light by multi-photon approaches, which include two-
photon excitation4 and upconverted UV light,5 have been
developed to sidestep these limitations. Unfortunately,
achieving sufficient photocleavage of polymer to induce release
from nanoparticles by these approaches currently requires
extended irradiation at high laser powers, which could lead to
heat-induced damage of biological tissues.6

The development of one-photon visible light-responsive
carriers4c,h,i,7 represents an attractive alternative to both one-
photon UV- and two-photon NIR-responsive carriers for in vivo
applications because it is several orders of magnitude more
efficient than two-photon excitation,8 requiring much shorter
irradiation times at lower powers, and is less harmful to cells
than UV light.

Inspired by recent developments in the photo-uncaging
eld, we synthesized a polymer that degrades upon one-photon
absorption of blue visible light (polymer 1, Fig. 1, Scheme S1†)
by incorporating a recently developed red-shied photocage
developed by Donato et al.8 and used it to formulate particles
encapsulating various payloads. Advantages of this photocage
over existing systems3 such as coumarin, nitroveratryls, ruthe-
nium complexes and perylene are the intense visible light
absorption up to 500 nm and photo-reactivity in hydrophobic
Chem. Sci., 2015, 6, 335–341 | 335
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Fig. 1 Visible light irradiation of particles composed of polymer 1 in aqueous media induces swelling and release of molecular cargo. Tertiary
amineswithin the polymer backbone assist deprotonation of the aci-nitro intermediate in the hydrophobic particlemicroenvironment, leading to
b-elimination and photocleavage in favour of photorearrangement.
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environments, a crucial requirement as most polymer-based
delivery vehicles have a hydrophobic interior.

The results presented in this study highlight the practical
utility of one-photon visible light photochemistry for applica-
tions in dense, non-transparent mammalian tissues. In an in
vivo mouse model we demonstrate light-triggered drug release
from a subcutaneously implanted polymer 1 particle depot with
blue visible light.

Results and discussion
Design, light response and degradation mechanism

In this work, the propyloxy chain of the previously reported
ANBP8 (2-(40-(N,N-dimethylamino)-4-nitro-[1,10-biphenyl]-3-yl)
propyl carbonyl) photocage was elongated to yield the butane-
diol derivative 2-(40-N-dimethylamino-4-nitro-[1,10-biphenyl]-3-
yl)butane-1,4-diyl dicarbonyl (ANBB, Fig. 1 and 2, Scheme S1†).
This modication facilitates polymerization and enhances the
kinetics of photodegradation by placing the photolabile bond
directly in the polymer backbone (Fig. 1).4i,9 Like ANBP, ANBB is
photochemically active in hydrophobic environments. As
previously reported, the photochemistry of this class of photo-
responsive molecules is strongly dependent on solvent and
basicity.10 In water, the photo-induced aci-nitro intermediate
(Fig. 1) is deprotonated, causing the compound to undergo
photocleavage by a b-elimination pathway to yield a nitro-alkene
derivative.8 However, in hydrophobic non-basic environments,
these molecules photorearrange to a hydroxy-nitroso isomer10

(Fig. 2). To increase the release efficiency from corresponding
particles and potentially enhance metabolism/excretion of the
photodegraded carrier material, we reasoned that the intro-
duction of basic tertiary amines in the polymer 1 backbone
336 | Chem. Sci., 2015, 6, 335–341
would assist deprotonation of the photo-induced aci-nitro
intermediate in the hydrophobic particle microenvironment in
favour of photorearrangement (Fig. 1, 2c and d). To inform the
design of our polymer, we examined the photoreactions of
model compounds 2 (no tertiary amines) and 3 (tertiary amines)
in hydrophobic solvent to mimic the particle microenvironment
(Fig. 2, Scheme S1†). As revealed by HPLC-MS, the non-basic
compound 2 yielded only the photostable photorearranged
nitroso-hydroxy isomer 2a upon irradiation with visible light
(lex ¼ 400–500 nm) in CH2Cl2 (Fig. 2a and b), whereas the basic
compound 3 underwent a much more complex photoreaction
(Fig. 2c and d). Analysis of the photoreaction of compound 3
revealed that the major reaction product was indeed the pho-
tocleaved nitro-alkene derivative 3a, which was isolated and
identied by 1H NMR spectroscopy (Fig. S1†) and high-resolu-
tion mass spectroscopy. However, compound 3 was also
observed to directly generate the photorearranged hydroxy-
nitroso minor product 3b, alongside a photocleaved minor
product 3c upon irradiation (Fig. 2c and d). Furthermore, as has
been previously observed with similar compounds,10 the pho-
tocleaved nitro-alkene product 3a is not photostable and
undergoes multiple subsequent photochemical trans-
formations upon prolonged irradiation (Fig. 2c and d). Despite
considerable efforts, secondary photoproducts (3c, 3d, 3e and
minor products) could not be identied. The observed photo-
chemical behavior of compound 3 conrms that the introduc-
tion of tertiary amines indeed promotes photocleavage in
hydrophobic environments, such as the interior of a polymeric
particle.

The photoresponsive polymer 1 (Mw ¼ 31.7 kDa, PDI ¼ 2.7)
was synthesized in ve steps at 17% overall yield starting from a
previously reported compound8 (see ESI and Scheme S1† for
This journal is © The Royal Society of Chemistry 2015
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Fig. 2 Tertiary amines modulate the photochemistry of ANBB in hydrophobic environments. (a and b) Compound 2 cleanly reacts upon irra-
diation with visible light (lex ¼ 400–500 nm, 0.18 W, 0.21 W cm�2) in CH2Cl2 (6� 10�5 M) to yield photorearranged hydroxy-nitroso product 2a.
(c and d) Compound 3 has more complex photochemistry and yields photocleaved 3a (major product), photorearranged 3b (minor product) and
photocleaved 3c (minor product) upon irradiation with visible light in CH2Cl2. 3a is not photostable and reacts further upon prolonged irradiation
to yield major photoproducts 3d and 3e. The exact mass calculated (2, 2a, 3, 3a and 3c) and measured (2, 2a, 3a, 3b, 3c, 3d and 3e (mass of
protons subtracted)) is indicated.
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synthetic details). Upon irradiation of polymer 1 in CH2Cl2 with
visible light (lex¼ 400–500 nm), the long-wavelength absorption
peak at lmax ¼ 398 nm decreases as a new absorption peak at
lmax ¼ 458 nm increases, resulting in a visually recognizable
color change from yellow to orange (Fig. 3a inset). The
substantial increase in the GPC retention time of polymer 1
aer irradiation in CH2Cl2 indicates amine-assisted photo-
cleavage upon irradiation and the formation of smaller
Fig. 3 Polymer 1 photodegrades upon irradiation with visible light in hyd
polymer 1 irradiated in CH2Cl2 (0.04 mg mL�1, 0.5 mL) with visible ligh
highlights visible light absorption. Inset: color change following complet
trace,Mw¼ 31.7 kDa, PDI¼ 2.7, PMMA standard) and after irradiation in CH
W, 0.21 W cm�2) for 2.5 min (black trace) and 10 min (red trace). Absorban

This journal is © The Royal Society of Chemistry 2015
segments (Fig. 3b). The greater solubility of the photoproducts
of polymer 1 in methanol and in water containing 1% w/v
Pluronic® F127 further indicates photodegradation into
smaller, more polar segments (Fig. S2†).

HPLC-MS analysis of the methanol-soluble photodegraded
material revealed a complex mixture of photoproducts,
including peaks with masses corresponding to the smallest
photocleaved products anticipated (Fig. S3†). We also studied
rophobic environments. (a) Spectral changes in the UV-Vis spectrum of
t (lex ¼ 400–500 nm, 0.18 W, 0.21 W cm�2). The blue shaded area
e photoconversion. (b) GPC chromatogram of polymer 1 before (blue

2Cl2 (0.04mgmL�1, 0.5 mL) with visible light (lex ¼ 400–500 nm, 0.18
ce sampled at 300 nm; peak at 24 min is the toluene internal standard.

Chem. Sci., 2015, 6, 335–341 | 337
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the photochemistry of polymer 1 in CDCl3 by 1H NMR spec-
troscopy. Peaks corresponding to the photocleaved nitro-alkene
product were observed upon irradiation by comparing the
spectrum of irradiated polymer 1 to that of 3a (Fig. S1†).
However, since the photocleaved nitro-alkene product was
quickly consumed by secondary photoreactions and the product
precipitated (likely because of high polarity), line broadening
and decreased peak heights thwarted detailed analysis.
Attenuation of visible light by dermal tissue does not prevent
polymer photocleavage

To test the practical utility of one-photon visible light driven
photochemistry for in vivo applications, we examined the effi-
ciency of photochemistry aer passage of light through hairless
mouse skin (thickness: �0.45 mm) sandwiched between two
glass slides (Fig. 4a, S4†). Polymer 1 solutions were irradiated
with and without this tissue lter in the beam path and the
photoreaction kinetics were measured by UV-Vis absorption
spectroscopy (Fig. 4b). Under direct blue light excitation (lex ¼
400–500 nm, 0.18 W), the photoreaction reached 100%
completion aer only 10 min (Fig. 4b, open circles), whereas
under skin-attenuated irradiation, the photoreaction reached
22% completion within the same irradiation time (Fig. 4b, solid
circles). As the optical power reaching the sample aer passage
through the glass/skin tissue lter was attenuated by 82%
(glass/skin ¼ 0.03 W, skin alone ¼ 0.06 W, Table S1†), this
reduction indicates a linear correlation between optical power
and reactivity of one-photon absorption, since the rate constant
and reaction completion were reduced by 79% and 78%,
Fig. 4 Visible light triggers polymer 1 photochemistry after passage
through mouse skin. (a) Experimental setup. (b) Reaction progression
of CH2Cl2 solutions of polymer 1 (0.04 mg mL�1, 0.5 mL) as they are
irradiated directly (open circles) or through mouse skin (solid circles)
with visible light (lex ¼ 400–500 nm, 0.18 W, 0.21 W cm�2). The
photoreactions were monitored by UV-Vis spectroscopy; the skin-
attenuated reaction was further irradiated directly to fully react the
polymer. Reaction progression (RP) was calculated by the following
formula: RP ¼ ((A � Amin)/(Amax � Amin)) � 100%, where A is the
absorption at 490 nm, Amin the absorbance at 0 min, and Amax the
maximum absorbance after complete photoreaction.

338 | Chem. Sci., 2015, 6, 335–341
respectively. These results thus highlight the utility of delivery
systems that respond efficiently to one-photon visible light.
Formulation of Nile red-loaded polymeric particles and photo-
induced release

As our ultimate goal is light-triggered drug delivery, we next
examined release of cargo in vitro using Nile red as a model
drug. As the traditional method of using Nile red to follow
release by measuring uorescence quenching cannot distin-
guish between an increase in particle hydrophilicity and cargo
release, we employed a distinct approach. So that release of dye
would correspond with an increase in uorescence, we sought
to encapsulate a high concentration of dye to quench its uo-
rescence inside the particle. For this purpose, polymer 1 was
formulated into particles by electrospray11 (see ESI† for Experi-
mental details). This convenient formulation method produces
dense, solid polymer particles in a one-step process with unri-
valled payload encapsulation efficiencies, a highly desirable
feature for therapeutic applications. Representative scanning
electron microscopic (SEM) images of the particles are shown in
Fig. S5.†We studied the kinetics of light-induced release of Nile
red from polymer 1 particles (P-1-NR, size: 1.1 � 0.3 mm (SEM),
dye loading: 5.6% w/w) by directly monitoring changes in
uorescence intensity of the aqueous particle suspensions
containing 1% w/v Pluronic® F127 upon irradiation with visible
light. When P-1-NR was irradiated with blue visible light, a
substantial increase in uorescence intensity, indicative of
photo-triggered release, was observed (Fig. 5a, solid circles). In
contrast, the uorescence intensity did not change signicantly
for particles not exposed to visible light (Fig. 5a, open circles).
We further quantitatively measured Nile red released from
particles into solution by measuring the uorescence of the
supernatant following centrifugation. We found that while only
2.0 � 0.7% Nile red was released from non-irradiated controls,
samples irradiated for 90 min released 57 � 5% of the encap-
sulated Nile red, which corresponds to 1.3 � 0.1 mg (Fig. 5b).
Light-triggered release from the P-1-NR particles can also be
followed with the naked eye, as the supernatant of centrifuged
irradiated samples becomes pink, whereas non-irradiated
controls display colourless supernatant as the dye is well
retained in the particles without light stimulation (Fig. 5c). We
also investigated whether release of Nile red continues aer
shorter irradiation times, but we did not observe continued
release under these conditions.

The kinetics of P-1-NR particles' photolysis were measured
by UV-Vis spectroscopy. We observed photochemical changes in
P-1-NR particles over 60 min of irradiation, which matches well
with the Nile red release kinetics (Fig. 5a, S6a and b†). When
further comparing the absorption and rate of photolysis
between polymer 1, P-1-NR and empty polymer 1 particles (P-1),
signicant differences were observed. First, the absorbance of
P-1-NR (lmax ¼ 475 nm) and P-1 (lmax ¼ 438 nm) was red-shied
compared to polymer 1 in CH2Cl2 (lmax ¼ 398 nm). Second,
photolysis rates differed considerably, that is, photolysis was
complete at 10, 15 and 60 min, for polymer 1, P-1 and P-1-NR
respectively (Fig. 4b, S6†). Although the particles absorb more
This journal is © The Royal Society of Chemistry 2015
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Fig. 5 Photo-triggered release of Nile red from photoexpansile polymer 1 particles (P-1-NR). P-1-NR (0.08 mg mL�1, 0.5 mL, total amount Nile
red per sample: 2.25 mg) in PBS (1�, pH ¼ 7.4) containing 1% w/v Pluronic® F127 were irradiated in ambient temperature with visible light (lex ¼
400–500 nm, 0.18 W, 0.21 W cm�2) or kept in the dark for the same time. (a) Changes in fluorescence intensity at 615 nm (n¼ 3). (b) Relative and
actual amount of Nile red released from the same samples after 90 min of visible light irradiation (see ESI† for calculation). (c) Photographs
illustrating Nile red (pink) release from the samples/controls in (a and b) after 90 min of irradiation and after centrifugation (S1–3 ¼ irradiated
samples, C1–3 ¼ non-irradiated controls kept in the dark). (d) Changes in particle diameter upon irradiation with visible light (Multisizer; n ¼ 3).
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visible light than polymer 1 in CH2Cl2, it appears that particle
formulation decreases the photochemical efficiency of polymer
1. This decrease may result from water quenching and/or close
proximity of the photocages in the particle, leading to self-
quenching. Furthermore, it appears that Nile red reduces the
rate of photolysis, either due to inner lter effects or energy
transfer from the photocages to Nile red molecules.

To examine the physical changes underlying release, the
morphology, size, and structure of the particles before and aer
irradiation were studied by particle size analyser (Multisizer™)
and SEM. Upon prolonged irradiation, we observed a progres-
sive increase in particle diameter from 1.03� 0.02 to 1.35� 0.04
mm aer 90 min of irradiation (Fig. 5d). This expansion likely
results from hydrophobic-to-hydrophilic photoswitching within
the particles, which leads to inux of water. Interestingly, we did
not observe evidence of particle degradation or disruption by
SEM (Fig. S5†), which may indicate ionic and hydrogen bonding
between the photodegraded segments and/or insufficient water
solubility of the photoproducts. Based on these observations,
release appears to occur through increased hydrophilicity and
uidity of the particles upon amine-assisted photocleavage and
photorearrangement of the polymer.
In vivo photorelease of dexamethasone from implanted depot

On-demand one-photon visible light-triggered release of bio-
logically active agents from an implanted depot would allow
local self-administration while minimizing invasive injections
and systemic side effects. Furthermore, a particle depot alters
the pharmacokinetic behaviour of the encapsulated cargo,
allowing it to remain localized at the injection site for much
longer than small molecules. Upon irradiation the cargo is
released locally and on demand.

To assess the viability of the technology in animals, we
examined the effect of subcutaneous light-triggered release of
dexamethasone (Dex), a well-characterized anti-inammatory
drug,12 on carrageenan-induced hind paw inammation, a fav-
oured model to assess the anti-inammatory properties of
potential therapeutic agents.13

Carrageenan, a linear sulfated polysaccharide that triggers
the release of inammatory and proinammatory mediators,
This journal is © The Royal Society of Chemistry 2015
was injected into the le hind footpad of the mouse; the right
hind footpad was injected with Dulbecco's phosphate buffered
saline (DPBS, 25 mL) as an internal control. Using electrospray,
we encapsulated Dex in photoresponsive polymer 1 particles
(P-1-Dex, Dex loading: 1% w/w, size by SEM: 0.42 � 0.07 mm,
hydrodynamic size by dynamic light scattering (DLS): 0.95 �
0.5 mm, Fig. S7†) along with the NIR uorescent probe IR780
(0.1% w/w) to allow in vivomonitoring of the depot distribution
in real time (Fig. 6a and b, S8†).

One hour prior to induction of inammation by carra-
geenan, P-1-Dex depots were injected subcutaneously in the le
hind hock. Depots were then irradiated at the injection site with
blue light for 40 minutes between hind paw thickness
measurements (Fig. 6c, S9†). IR780 labelling allowed tracking of
the depot location by an in vivo imaging system (IVIS) before
and aer irradiation of the particles (Fig. 6b, S8†). Controls
included non-irradiated P-1-Dex depot, DPBS with and without
light exposure, free Dex, empty particles (P-1) and pre-irradiated
P-1 particles (Fig. S10†). The thickness of hind paws of mice
injected with DPBS (Fig. 6d, S10†) increased from 0.28 � 0.1
mm (t¼ 0.1 h aer carrageenan injection) to a maximum of 0.71
� 0.1 mm thicker than untreated paws (t ¼ 5 h), while swelling
in those treated with free Dex (Fig. 6d) was slightly but insig-
nicantly (p¼ 0.5) lower, with amaximal difference in thickness
of 0.63� 0.2 mm greater than control paws (t¼ 5 h). In contrast,
irradiation of the P-1-Dex particle depot (Fig. 6d), led to
considerably and signicantly (p ¼ 0.02) less swelling at
maximal inammation, i.e., 0.44 � 0.1 mm (t ¼ 5 h). We
hypothesize that the lower therapeutic efficacy associated with
free Dex compared to P-1-Dex + light results from the rapid
diffusion of free Dex into the systemic circulation. In compar-
ison, the sustained light-triggered release of Dex from the
implanted P-1-Dex depot makes it more available over time
because the depot remains stationary during the experiment, as
monitored by IVIS (Fig. S8†).

As we did not observe any statistically signicant reduction
in inammation associated with the non-irradiated P-1-Dex
group (t ¼ 5 h, paw thickness ¼ 0.72 � 0.08 mm, p ¼ 0.9)
(Fig. 6d), we can assume that Dex stays well retained within the
drug carrier. Treatment with light alone, empty P-1 particles, or
Chem. Sci., 2015, 6, 335–341 | 339
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Fig. 6 One-photon visible light photo-release of dexamethasone from an implanted depot reduces carrageenan-induced hind paw inflam-
mation in mice. (a) Composition of P-1-Dex particle depot. (b) Representative IVIS image of mice implanted with NIR fluorescent P-1-Dex depot
before irradiation. (c) Photograph illustrating irradiation of the P-1-Dex depot with blue visible light (lex¼ 400–500 nm, 0.18W, 0.21W cm�2, 432
J h�1). (d) Maximal inflamed hind paw thickness increase at t ¼ 5 h after carrageenan injection. The P-1-Dex dose was 200 mg containing 2 mg
Dex; free Dex dose was 2 mg; all mice were injected with a total of 25 mL of solution. n ¼ 3 for all groups except DPBS, for which n ¼ 6. Drug
depots were injected in the left hind hock 1 h before inflammation was induced with carrageenan (2% w/v in 25 mL DPBS) in the left hind footpad.
Hind paw thickness was measured using a caliper (see Fig. S9†) and the results are plotted relative to the non-inflamed right hind paw (injected at
the same time with DPBS). Error bars are standard error of mean; *p ¼ 0.02, n.s. ¼ not statistically significant.
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pre-irradiated P-1 particles resulted in similar paw inamma-
tion as in mice given DPBS (Fig. S10†), ruling out therapeutic
effects by either light or the carrier material.

We observed no gross changes to the color or texture of the
skin following irradiation (Fig. S11†). However, we observed a
slight swelling (oedema) of the thigh in a few cases (Fig. S12†)
that appeared to result from prolonged irradiation, which
resorbed the day aer light exposure. Furthermore, no signs of
adverse effects from the carrier material in non-irradiated mice
were apparent (Fig. S11†), in agreement with the cytotoxicity
data (MTT assay) obtained for empty P-1 particles, which
showed excellent tolerance by Raw 264.7 mouse macrophage
cells at concentrations up to 400 mg mL�1 (400 mg mL�1 ¼ 115�
7% viability) (Fig. S13a†). However, irradiated P-1 particles were
less tolerated above concentrations of 100 mg mL�1 (400 mg
mL�1 ¼ 65 � 30% viability) (Fig. S13a†). The free polymer 1
before and aer irradiation was not as well tolerated as parti-
cles, which demonstrates that particle formulation mitigates
polymer toxicity (Fig. S13b†). In conclusion, we demonstrated
on-demand one-photon visible light-triggered release of an anti-
inammatory agent in vivo, which reduced local hind paw
inammation more efficiently than free Dex (Fig. 6d). Greater
therapeutic effects might be possible with more hydrophobic
drugs, which would allow higher loading efficiency.
Conclusions

This report introduces a polymer that degrades upon one-
photon absorption of blue visible light, which we show enables
in vivo photorelease of dexamethasone from a subcutaneously
implanted depot of polymeric particles. Due to the altered
pharmacokinetics of the implanted depot, compared to the free
drug, the photoreleased Dex lowered inammation with greater
340 | Chem. Sci., 2015, 6, 335–341
efficiency than the free drug, which rapidly diffused from the
site of injection. The release mechanism appears to involve
expansion of the polymeric matrix by photoinduced photo-
degradation and hydrophilicity switching, as demonstrated by
size measurements.

The in vivo model used in this work demonstrates the prac-
tical utility of one-photon visible light for on-demand subcuta-
neous release of biological effectors. Visible light-responsive
polymers and materials could become an important tool to
enable light-mediated release in a multitude of animal research
models.

Materials that respond to long-wavelength one-photon
visible light, which is more suited for deeper tissue in vivo
photorelease applications because of lower absorption of these
wavelengths relative to the blue light used here, are currently
under development.
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