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Novel application of X-ray fluorescence
microscopy (XFM) for the non-destructive
micro-elemental analysis of natural mineral
pigments on Aboriginal Australian objects†

Rachel S. Popelka-Filcoff,*a Claire E. Lenehan,a Enzo Lombi,b Erica Donner,b

Daryl L. Howard,c Martin D. de Jonge,c David Paterson,c Keryn Walshed and
Allan Pringa,d

This manuscript presents the first non-destructive synchrotron micro-X-ray fluorescence study of natural

mineral pigments on Aboriginal Australian objects. Our results demonstrate the advantage of XFM (X-ray

fluorescence microscopy) of Aboriginal Australian objects for optimum sensitivity, elemental analysis,

micron-resolution mapping of pigment areas and the method also has the advantage of being non-

destructive to the cultural heritage objects. Estimates of pigment thickness can be calculated. In addition,

based on the elemental maps of the pigments, further conclusions can be drawn on the composition and

mixtures and uses of natural mineral pigments and whether the objects were made using traditional or

modern methods and materials. This manuscript highlights the results of this first application of XFM to

investigate complex mineral pigments used on Aboriginal Australian objects.

Introduction

Characterization of natural pigments is essential for under-
standing the composition, technology and context of Indigen-
ous Australian cultural expression. Naturally sourced mineral
pigments are universal and significant in Aboriginal Australian
culture, and are applied to a variety of natural substrates, such
as wood and bark, to create culturally significant objects such
as boomerangs and bark paintings.

Pigments

Ochre pigments are mixtures of natural minerals including
iron oxides such as hematite [Fe2O3] and goethite [α-FeO(OH)]
as well as associated clays and aluminosilicates such as kaoli-
nite [Al2Si2O5(OH)4].

1 Some minerals previously documented
in Indigenous Australian pigments include mostly pure as well
as mixtures of hematite [Fe2O3] and goethite [α-FeO(OH)], well
and poorly-crystallised kaolinite [Al2Si2O5(OH)4], phyllosilicate

mineral Fe chlorite [(Mg, Fe)5Al(Si3Al)O10(OH)8] Fe siderite
[FeCO3], carbon black and manganese dioxide [MnO2].

1,2

Ochre and several other natural mineral pigments play a sig-
nificant cultural role in Indigenous Australia from the begin-
nings of cultural expression to today. Natural pigments are
used in many diverse cultural uses from application to the
body, to objects (such as boomerangs, shields, rock art and
bark paintings) and in mortuary contexts.1,3–10 The diversity of
materials and uses demonstrate the cultural importance of
natural pigments to Indigenous Australia as well as in other
Indigenous cultures worldwide. Historically, the pigments are
not industrially processed, therefore the pigments applied to
objects and rock art inherently represent the natural variation
and potential heterogeneity in mineral and elemental distri-
bution and particle shapes and sizes of the original mineral
source. Several recent studies have investigated characteris-
ation of Australian ochre towards understanding the elemental
composition of the original sources. These studies examined
the use of chemical analysis towards answering questions in
reconstructing ancient exchange routes, provenance, and ana-
lysis towards conservation and authentication studies.3,8,11–14

Many of these studies used bulk methods such as NAA, PIXE
and ICP-MS, however in Popelka-Filcoff et al. demonstrated
the first systematic characterization of 165 Australian Indigen-
ous ochre samples from known locations using the XFM beam-
line at the Australian Synchrotron. This study quantified the
natural complexity and variability an information on spatial

†Electronic supplementary information (ESI) available: Fig. 1: Br elemental map
of boomerang. See DOI: 10.1039/c5an02065d

aSchool of Chemical and Physical Sciences, Flinders University, Adelaide, SA,

Australia. E-mail: rachel.popelkafilcoff@flinders.edu.au
bCentre for Environmental Risk Assessment and Remediation, University of South

Australia, Adelaide, SA, Australia
cAustralian Synchrotron, Clayton, VIC, Australia
dSouth Australian Museum, Adelaide, SA, Australia
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variability within and between sources on the micron scale,
informing cultural exchange and technology.10 To date,
however, this level of micro-characterisation has not been
demonstrated on intact cultural heritage objects. Micro-charac-
terisation of Indigenous pigments provide data towards
answering cultural questions such as cultural exchange of
materials, technologies, provenance and conservation.

Many objects in museum collections, including those
studied here from the South Australian Museum, were made
in the early to mid-twentieth century and acquired into the
Museum collections around the same time. Various objects
were made using traditional methods and materials, however
many objects from this time were also influenced by modern
methods and pigments. Visually, or without destructive analy-
sis, it can be nearly impossible to determine if the pigments
used were from cultural ochre or natural pigment mines, or
from commercially produced sources.

Analysis of pigments

Mixtures and varying methods of application (and therefore
thickness) of pigments present a challenging analytical
problem, especially for the non-destructive elemental analysis
of mixed pigments on objects with a variety of shapes and sizes.
This natural complexity provides challenges for characterisation
and quantification of mineral pigments, especially with the
additional requirement for non-destructive analysis in situ. Ana-
lyses of these complex natural materials require sensitive, high-
resolution methods. For objects housed in cultural institutions
and communities, destructive sampling of large object areas is
not possible and would be disfiguring. While techniques such
as neutron activation analysis (NAA) have demonstrated success
in characterization of ochre sources, NAA is a bulk measure-
ment technique that does not provide information on individ-
ual components of the sample.15 However, recent studies have
characterised Aboriginal Australian ochre pigments by neutron
activation analysis (NAA), inductively coupled plasma mass
spectrometry (ICP-MS), particle induced X-ray emission (PIXE)
and X-ray diffraction (XRD) towards understanding composition
and cultural exchange of pigment material.1,3,8,11–14,16–18

Synchrotron micro-XRF analysis, or X-ray fluorescence
microscopy (XFM), offers insight into the complex elemental
composition, and therefore inferred mineralogy, of these
natural materials. XFM as performed at the Australian Syn-
chrotron (AS) with the Maia detector provides laterally resolved
analysis, revealing not just elemental composition but also the
presence and characterization of individual particles and com-
ponents, facilitating the production of microscale maps of
elemental composition over extended length (i.e. centimeter)
scales. This is in contrast to scanning electron microscopy
(SEM) that can only map on the order of less than approxi-
mately 2 cm diameter stub.19 In addition, XFM can be per-
formed in environmental conditions or an environment with
controlled humidity and temperature to protect cultural heri-
tage items, which is not available in the vacuum conditions of
a SEM. While SEM-EDX (scanning electron microscopy with
energy-dispersive X-ray analysis) can produce elemental maps,

they are on the order of 100 μm and not of the high definition
produced by XFM, and SEM requires destructive sampling as
the entire object cannot be placed in the vacuum chamber.
While the sensitivity of SEM and XFM are similar levels, the
advantage of the spectrum per pixel and the spectral deconvo-
lution and elemental mapping is unparalleled in XFM with the
use of analysis software such as GeoPIXE.20 While portable
X-ray fluorescence (PXRF) has been used extensively in non-
destructive cultural heritage analysis, it does not offer the sen-
sitivity or the high resolution as compared to a synchrotron
source. While very common in laboratories worldwide, PXRF
offers a spot size of approximately 8 mm and LOD of parts per
million (ppm), in contrast to the micron spot size of XFM.

In addition, other analytical methods require 100 mg or
more of material removed from the cultural heritage object for
analysis, which may be disfiguring to the object, or the
amount of sampled pigment is too small to realise appropriate
sensitivity, e.g. bulk techniques such as NAA. However, XFM
only requires a negligible amount (sub-µg) of sample in most
cases, in this case a thin layer (10–100 μm) of pigment applied
to the artefact surface.21 Furthermore, XFM has been demon-
strated to provide data by non-destructive in-beam methods
directly on culturally valuable artefacts with no damaging
physical sampling necessary.10,21–26 The X-ray fluorescence
microprobe has been demonstrated by the recent analysis of
an Arthur Streeton portrait.21 Until recently, the majority of
painting analysis studies conducted using techniques such as
X-ray analysis and X-ray imaging has been limited to investi-
gating European artworks. In the case of Australia, much of
the worldwide literature concerns post-European contact cul-
tural heritage, with fewer studies on Aboriginal Australian
works. Therefore, relatively little is understood about the pro-
curement, composition, and mixing of the natural mineral pig-
ments that have been used in Aboriginal Australian objects
from the past through to the present. Information on the com-
position and application of the pigment can elucidate the
similarities and differences in cultural practices and use of tra-
ditional and modern pigments.

This manuscript highlights the results of this first appli-
cation of XFM to investigate complex natural mineral pigments
used on Aboriginal Australian objects. The analysis of two
different Indigenous Australian objects (a boomerang and a
bark painting) provides an alternative to traditional destructive
testing that provides higher resolution information. The com-
pilation of these data into elemental maps allows further
insights into the composition, application and layering of
natural pigment on the micron scale, and further cultural
interpretation of the objects, as well as expanding the capa-
bility of the technique towards complex analytical problems.

Experimental
Sample selection

Objects for analysis were selected in consultation with staff
from the Aboriginal Australian Collections at the South Austra-
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lian Museum and beamline scientists at the AS to ensure that
the artifacts could be properly and safely mounted on the
sample stage (<50 cm × 50 cm). The two cultural objects
chosen had an organic (either wood or bark) substrate with
mineral pigments applied in a variety of colors and shape
designs to a single, relatively flat surface. These objects were
also analyzed by the Hylogger™ instrument, which was also
optimized for relatively flat objects.1 (Table 1) The XFM setup
at the AS has a resolution of a few microns in the x- and
y-direction, therefore deviations on the order of millimeters
from the flat surface (z-direction) could potentially have rela-
tively large effect on the quantitative results, as the models
used in the GeoPIXE analysis software assumes flat specimens
of uniform thickness. However, these cultural heritage
materials are made using the contours of the natural plant-
based materials, thus precise tolerances for the dimensions of
the object and the degree of flatness are not possible. Thus the
resulting data is semiquantitative, and can be used to indicate
relative concentrations in areas of pigment application.

Visually, parts of the Queensland boomerang have discrete
areas of pigment treatment in the rectangular and “X” design
that appear to be solid applications of relatively thick pig-
ments, whereas in the cross-hatched areas of the bark paint-
ing, layers and multi-layer applications are apparent, especially
in the area of the reptile’s body. In addition, one goal of the
project was to investigate the possible layering or mixing of
pigments on the objects, which is not well quantified in tra-
ditional Australian objects. The boomerang had been analyzed
earlier for mineral composition by the near-infrared Hylog-
ger™ technique, therefore the same object was chosen for the

XFM analysis in order to facilitate comparison with a comp-
lementary data set.1

Sample preparation

The objects were analyzed directly in the X-ray beam with no
additional sample preparation, focusing on the ochre-treated
areas of the objects. This set up maximized the versatility of
the XFM beamline in combination with the Maia detector. The
experiment utilized the Maia detector, which is a 384-element
array of 1 × 1 mm Si detectors, oriented axially in backscatter
geometry (180° to beam)20,21 which provides continuous “on
the fly” scanning, resulting in short per pixel transit time
(approximately 2.4 milliseconds per 10 micron pixel).6 In the
beamline the operating distance of the detector is approxi-
mately 10 mm, providing a large solid angle. The instrumental
setup, especially with the longer working distance, is ideal for
cultural heritage applications.20,21 As a result, the detector can
record megapixel images of the sample with full XRF spectra
collected at each pixel allowing high-resolution mapping
(micron spatial resolution).

A rectangular area of approximately 5 × 3 cm was identified
for analysis on each object. This area was chosen to encom-
pass several color areas and types of pigment application on
the object either applied as solid areas to the substrate or as
layers over other areas of pigment. The selected area provided
a smaller area that could be examined in higher resolution
given the time constraints of the experiment, rather than the
entire object at lower resolution. Dwell times for the bark
painting and the boomerang were 2.4 milliseconds and
2.6 milliseconds, respectively (Fig. 1).

Table 1 Objects from the South Australian Museum analysed in this study, including details on the cultural origins and object dimensions. The
approximate dimensions and location of the 5 × 3 cm area are indicated on both images of the objects

South Australian
Museum number Design People Locality

Dimensions
(cm) Image

A42231 “X “Design:
boomerang,
cross, star design
‘kauwai’; used in
whirlwind dance

Kungandyi Yarrabah,
Cairns,
Queensland

53 cm × 6.5 cm

A77584 Bark with human
figure, wave
background over
cross hatching.
Human head
morphs to
possible
lizard, painted
black.

Northern
Territory

23 cm × 11 cm
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Data analysis was accomplished using the GeoPIXE soft-
ware package.20,21 A full XRF spectrum is collected at each
pixel and GeoPIXE is used to deconvolute these individual
spectra into elemental concentration maps. These maps can
then be used to indicate relative concentrations of elements in
single or multiple element false color maps. For each image
generated, the images were flattened to the Compton image
and displayed using the square root intensity scale to aid visu-
alization of the high dynamic range images. The variability of
the pigment thickness and shape of the substrate prevented
accurate quantitative elemental data, however the semi-quanti-
tative results were sufficient to compare areas of interest.

Results and discussion
XRF spectra

One of the strengths of the XFM and Maia combination is the
ability to produce elemental maps and distributions as dis-
cussed above. However, each individual point on these maps

represents a complete X-ray fluorescence spectrum, which can
also be analysed individually or as a summed region of
spectra. Analysis of X-ray spectra of these areas can be used to
characterise of particular areas of interest. In Fig. 2 and 3,
examples of this are demonstrated with the selection of 4 dis-
tinct coloured areas from each object. These spectra indicate
the relative changes in concentration (indicated by counts on
the y-axis) for each energy (keV on the x-axis). The Maia 384A
detector has an energy resolution of around 375 eV as com-
pared to 140 eV in a current handheld XRF with a silicon drift
detector.21,31

Boomerang

A comparison of the photographic image and the single
elemental maps is shown in Fig. 4. Elemental maps are pres-
ented for Ca, Cr, Fe, Mn and Rb, which as observed in the
X-ray spectral data, provided the majority of the signal. The
maps for As, Cu, Ga, Pb, Sc, Se, Sr, Ti, V and Zn were not diag-
nostic for this object.

Fig. 1 Objects mounted to the XFM stage (a and b) demonstrating mounting procedures. Objects on the beamline in preparation for XFM analysis
(c and d).
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Fe

The iron elemental intensity map (Fig. 4d) shows a large
contrast between the orange pigmented “X” and the white pig-
mented “X” and the surrounding pigment background areas
in terms of Fe concentration. The orange pigment has notably

higher levels of Fe, although the white “X” also has defined
areas of Fe concentration that align with the white-pigmented
areas. These elemental results support the mineralogical
analyses of this artefact by the Hylogger™, which identified
the orange pigment as primarily goethite [FeO(OH)] with
secondary kaolinite (Al2Si2O5(OH)4). Similarly, the white

Fig. 2 Summed X-ray spectra from selected areas of the boomerang analysed in this study. Summed areas are approximately 4 mm diameter
circles.
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pigment was identified by the Hylogger™ technique as
primarily kaolinite and secondary goethite. Although the
kaolinite pigment appears visually white, both methods ident-
ify low levels of iron-based minerals within these pigments.
These data indicate the use of mineral pigments with naturally
occurring Fe minerals, rather than a purified commercial
pigment.

The strength of the XFM technique is the identification of
areas on the micron scale of relatively lower or higher levels of
Fe in the pigment applications. For instance, the upper left
quadrant of the orange “X” has the highest relative levels of Fe
on this object (false colour orange to white). Equally, the lower
concentration areas (false colour blue) indicate the thickness
of pigment application rather than Fe concentration in the par-

Fig. 3 Summed X-ray spectra from selected areas of the bark painting analysed in this study. Summed areas are approximately 4 mm diameter
circles.
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ticular area. Dark blue to black areas indicate very low (less
than percent levels) of Fe in the pigments.

The thickness of the painted “X” designs with the XFM data
has been estimated. Analysis of the boomerang has revealed
bromine with a concentration of approximately 80 ppm, which
is assumed to originate from the wood.27 The thickness can be
estimated by considering the “X” (primarily goethite, d =
4.28 g cm−3) both as a filter of the incident beam and as a
filter of the Br fluorescence emitted from the wood, and com-
paring it to Br fluorescence emitted from an area having negli-
gible absorption. Here we find the orange “X” attenuates the
Br counts (Br Kα = 11.9 keV) by a factor of three relative to an
adjacent area free of highly attenuating elements next to the
“X”. Using standard X-ray optical constants for the filtering of

the 18.5 keV incident beam and emitted Br fluorescence at
11.9 keV we estimate a pure goethite equivalent thickness of
30 µm for the orange “X”.28 (ESI, Fig. 1†) Similarly for the
white “X” we estimate 10 µm pure goethite equivalent thick-
nesses. The actual paint layer will probably be thicker than
estimated because the paint layer is unlikely pure goethite,
and it will also have a low Z elemental binder in its
composition.

Mn

A false colour map of Mn produces a similar distribution of
elemental concentrations across the same analysed area
(Fig. 4e). Individual particles are also high concentration Fe
and Mn indicating a correlation of these elements in both the

Fig. 4 (a) Visible light (photograph) of South Australian Museum object number (A42231) boomerang showing the approximately 5 × 3 cm analysed
area. Elemental maps correspond to this approximately 5 × 3 cm analysed area. (b) Ca (c) Cr (d) Fe, (e) Mn (f ) Rb. All images were flattened to the
Compton image and displayed using the square root intensity scale.
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orange and white pigments, but especially in the orange pig-
mented area. As Fe and Mn have the same oxidation states and
similar ionic radii and, they would be expected to readily sub-
stitute in for each other in naturally occurring formations.

Ca

Similarly to the Fe and Mn elemental distributions, the higher
concentrations of Ca are in the orange-pigmented area of the
boomerang. (Fig. 4b) The white “X” contains very little Ca,
suggesting that the composition is likely kaolinite
(Al2Si2O5(OH)4) or another related aluminosilicate as opposed
to a Ca-based mineral such as calcite (CaCO3), or gypsum
(CaSO4·2H2O). The lowest atomic number that could be inves-
tigated under these conditions using the Maia detector was
Ca, and there are no data available for aluminum or silicon
distributions. The elemental data do however support the pre-
vious Hylogger™ analysis of the artefact, as well as ethno-
graphic literature on the use of kaolinite on Indigenous
Australian objects, and indicate the use of a traditional
mineral pigment.1

An even distribution of small areas of varying concen-
trations of Ca is found throughout the black “background”
area of the boomerang. This suggests the possible use of char-
coal from wood or plant material, or perhaps burned bone,
which also agrees with ethnographic evidence. Another poss-
ible black pigment known from ethnographic literature is
manganese dioxide (MnO2). The lack of Mn signal in this
black area eliminates MnO2 or other modern material as the
pigment and instead indicates carbon-based pigment. The
near-IR data on this area were inconclusive, as carbon-based
pigments are highly IR absorptive, and this pigment appli-
cation could also be quite thin.1

Rb/Cr

Rb and Cr maps are also presented to demonstrate the
differing distributions of elements on the parts per million
(rather than percent levels of elements such as Fe, Mn and
Ca). (Fig. 4c and f) Similarly to Fe and Mn, Rb appears to be
associated with both the orange and yellow “X” patterns and
its intensity is related to thickness of pigment application. In
contrast, Cr is only associated with the orange “X” design.

Bark painting

A comparison of the photographic image and the single
elemental maps are shown in Fig. 5. Elemental maps are
included for Ca, Fe, Mn, Pb, and Rb. Similarly to the boomer-
ang, these elements, which as seen in the X-ray spectral data,
provided the majority of the signal. As, Cu, Cr, Ga, Sc, Se, Sr,
Ti, V and Zn were not diagnostic for this object.

Fe/Mn

Similarly to the boomerang, the elemental map patterns and
trends are correlated with Fe and Mn concentrations. (Fig. 5c
and d) The yellow-pigmented areas on the neck, arm and
border of the body of the reptile contain relatively high concen-
trations of Fe and Mn. In addition to the broad coverage of the

pigments, smaller, higher concentration particles are identi-
fied throughout these areas as bright areas of about
10–20 microns that cannot be observed through visual inspec-
tion. Conversely, areas that show up as “voids” indicate par-
ticles of about the same dimensions that are void of Fe or Mn
concentration interspersed through the pigments, and are
composed of Ca (see later section) or likely other lighter-Z
elements such as Al or Si that are not detectable by XFM. This
suggests a mixture of an ochre or ochre/clay mixture for the
main pigment, with smaller inclusions of Fe/Mn-rich and Fe/
Mn-poor minerals. These data on the micron level provide a
more complete characterization of the inherent complexity
and heterogeneity of natural mineral pigments than otherwise
known from previous studies.

In the crosshatched area of the body of the reptile, three
main colours are applied in varied patterns. The Fe/Mn
elements support the visually based hypothesis that the red
and yellow pigments are likely Fe-based ochre pigments, while
the white is likely kaolinite. On the relative scale, the red pig-
ments appear to contain less Fe than the yellow pigments,
although this may represent a thinner application of pigment
rather than an overall lower absolute concentration of Fe. Pre-
vious studies indicate the stronger covering power of hematite-
based pigments as compared to goethite-based pigments;
therefore the overall concentration of Fe may be lower in
hematite but with not much change in visual appearance.2

Ca

The Ca elemental map provides one of the clearest distinctions
between the different pigment applications on the bark.
(Fig. 5b) Larger areas of the Ca-based pigment are spread out
across the object, along with smaller areas of higher concen-
tration particles. The relative intensities of Ca between the red
and yellow pigments are very similar, indicating a similar level
of a Ca-based accessory mineral in each pigment. The white
outlines of the figure are nearly devoid of Ca, indicating that
similarly to the boomerang, these white areas are likely kaoli-
nite or a related aluminosilicate material rather than a Ca-
based mineral. In contrast to the boomerang, the black-treated
area of the head of the figure is quite high in Ca (approxi-
mately 1–2%) and relatively devoid of Mn (approximately
0.1%). This finding supports that the black areas are likely
bone black (charred bone) due to the higher Ca composition.
Some bark paintings were treated with an organic compound
such as orchid juice before the application of the earth pig-
ments.29,30 Therefore there may be some trace Ca composition
in these materials identified through the XFM analysis.

The high resolution of the technique permits a micron
resolution view into the application of the pigments and the
underlying substrate. In the crosshatched region of the paint-
ing, the calcium components of the pigment can be seen to
follow the direction of the paint application and the fine grain
of the bark can be observed below the pigments. The visualiza-
tion on the micron scale also allows potential thicker areas of
pigment due to the pigment filling in small recesses in the
substrate and therefore more signal yield.
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Rb/Pb

Rb and Pb are both elements that occur at parts per million
concentrations. The discussion of Rb (Fig. 5f) is in more detail
in the tri-colour map section below. The Pb elemental map
indicates that Pb is associated with pigment application and
not the bark.

Tri-colour map

In Fig. 6, visualization of the three elemental areas emphasises
the distribution of elements in different parts of the painting.
The pink/purple areas of the hematite/goethite pigments
identify the Fe concentration as well as some Ca (blue) under-
neath and in the substrate. In addition, the red and yellow
crosshatched areas can be clearly distinguished from the white
crosshatched areas based on elemental composition. Although
at a relatively low concentration, Rb can be clearly seen in
association with the white-pigmented areas. As Rb readily sub-
stitutes into minerals containing K, due to the same charge

and similar size, these low levels of Rb likely indicate the pres-
ence of minerals such as orthoclase [KAlSi3O8] or muscovite
[KAl2(AlSi3O10)(F, OH)2] Rb may be a proxy for related elements

Fig. 6 False colour map of the bark painting with Fe (red), Rb (green)
and Ca (blue).

Fig. 5 (a) Visible light (photograph) of South Australian Museum object number A77584 – bark painting – indicating the approximately 5 × 3 cm
area that was analysed. Elemental maps are of this approximately 5 × 3 cm analysed area. (b) Ca (c) Fe, (d) Mn (e) Rb (f) Pb.

Analyst Paper

This journal is © The Royal Society of Chemistry 2016 Analyst, 2016, 141, 3657–3667 | 3665

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
M

ar
ch

 2
01

6.
 D

ow
nl

oa
de

d 
on

 3
/2

3/
20

26
 3

:4
4:

33
 P

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c5an02065d


not analysed in this study such as K. The overall concen-
trations of the three elements are: Fe- 13%, Rb- 240 ppm, and
Ca- 7%. The tri-colour map also demonstrates the inherent
inhomogeneity of natural pigments on the bark painting. The
particles are not a uniform shape or elemental distribution,
whereas commercial pigments would be homogenised and
mixed to obtain a close particle distribution. In addition, the
variability of the natural pigments could also indicate purpose-
ful mixing of natural pigments to obtain particular visual
characteristics or cultural meaning.

Spectral image artefacts

While the Maia detector coupled with the GeoPIXE software
offers unprecedented insights into the pigment application on
the Australian objects, spectral artefacts from the analysis were
also observed. The most prominent of these is a straight line
running through the top fifth of the image from the bark
painting and appearance of slight enhancement. These results
are not from the object itself, rather from an X-ray beam injec-
tion. It should be noted that these data were collected with the
storage ring operating in decay mode and not in top up mode
(which maintain a nearly constant beam intensity). In
addition, the vertical image artefact is likely from the sample
mount behind the object.

As mentioned earlier, the objects have natural shape varia-
bility. Therefore inherent curvature of the bark painting may
display enhanced or decreased intensity depending on the
proximity to the Maia detector (closer or further away) accord-
ing to the inverse square law. Therefore imagery in the false
colour maps and concentrations represented may be affected
by a small degree depending if the object is curving towards or
away from the detector. The flattening to the Compton image
assists in mitigating these changes relative to the surface of
the object and more effectively “flattening” any curvature in
the elemental map.

Semi-quantitative elemental concentrations

The false colour maps produced by GeoPIXE are generated
based on the maximum and minimum concentrations of the
particular element (or three elements, if a tri-colour plot);
therefore the white/yellow areas of one object may be a
different maximum concentration as compared to another
object. In the case of the objects analysed in this study, iron
was the element found in the highest concentration, reported
up to about 10 weight percent. Values for the other elements
such as Ca, Cr, Fe, Mn, Rb and Zn were also calculated to the
ppm or sub-ppm levels and are indicated on the scale bars for
each element in the figures.

These concentrations are calculated based on mathematical
spectral modeling of the X-ray data (fundamental parameter
calculations from GeoPIXE based on the Maia detector
response compared to those from thin-film elemental stan-
dards).20 The variability of the flatness in the z-direction of the
object can also introduce variability in the calculation, It is
known from previous studies by neutron activation analysis
that the concentration of Fe in ochre pigments can range from

1 to 50–60% weight percent, depending on the composition of
the major mineral components hematite and goethite and
related iron oxide minerals, and the mixture with other acces-
sory minerals.13,15,32 The large discrepancy between the NAA
and the XFM values for the Fe pigments as well as the semi-
quantitative measurement methods suggest that the XFM
results should be used as relative values for the elemental
mapping purposes rather than as a quantitative composition
of the elements in the mineral pigments. Assumptions about
the sample such as sample thickness, average matrix compo-
sition, and density are used as input to GeoPIXE. In addition,
a uniform thickness and constant distance from the sample to
the detector is assumed, which is not the case with these
three-dimensional cultural heritage materials.

Conclusions

This micron-resolution X-ray fluorescence study demonstrates
the first successful application of synchrotron elemental
mapping and characterization of mineral pigments on Aborigi-
nal Australian objects. In addition to providing high-resolution
maps of pigment application, this work establishes the proto-
col for nondestructive analysis of traditional Aboriginal Austra-
lian objects directly in a beamline, therefore allowing new
directions in the compositional and cultural information pro-
vided by this method. The elemental composition provides
insights into the majority composition of the pigments as well
as identifying mixtures of pigment areas and pigment particles
that are not visually apparent. Elemental maps of the relative
elemental distribution provide insight into the areas of appli-
cation of pigments, layering of pigments and application of
pigments without physically removing samples of the pig-
ments. XFM also allows non-destructive identification of
natural mineral pigments versus commercially made or
modern pigments, which informs the cultural tradition of the
object. This technique requires the transport and handling of
an object to a synchrotron facility but the use of a high sensi-
tivity X-ray fluorescence detector such as the Maia-384 allows
the radiation dose to the object to be as low as possible and
yet returns amounts of data of orders of magnitude greater
than other traditional X-ray methods. The object itself can
then be returned to the museum collection unharmed, but
with further insight into the study and composition of the
mineral pigments including technology, cultural exchange and
conservation.
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