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Of the many thousands of new metal-organic frameworks (MOFs) that are now discovered each year,
many possess potential redox activity arising from the constituent metal ions and/or organic ligands, or
the guest molecules located within their porous structures. Those redox states that can be accessed via

postsynthetic redox modulation often possess distinct physical properties; if harnessed, these provide a

basis for applications including microporous conductors, electrocatalysts, energy storage devices and

electrochemical sensors, amongst others. This feature article highlights the latest developments in
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experimental, theoretical and computational concepts relevant to redox-active MOFs, including new
solid state electrochemical and spectroelectrochemical techniques that have great utility in this field.
A particular emphasis is on current and emerging trends at the fundamental level which underscore the

importance of this promising class of electroactive materials for a wide range of technologically- and

www.rsc.org/chemcomm industrially-relevant applications.

1. Introduction

The development of redox-active MOFs is a highly sought after
goal: at a fundamental level these materials offer unprece-
dented insights into charge transfer in three-dimensional
coordination space; at an applied level, their properties may
underpin the next generation of technologically useful devices.
Over the past 20 years, MOFs"? have developed at an extra-
ordinary pace owing to the enormous structural and chemical
diversity of these highly porous crystalline materials which has
spurred myriad potential applications in gas storage, separa-
tion and catalysis, amongst others.? The potential to exploit the
redox-active properties of MOFs is an aspect that has gained
attention relatively recently. This can be attributed to the
fact that the metal centres (e.g., d"® Zn") and organic linkers
(e.g., carboxylates) traditionally used for MOF construction are
often redox-inactive.

The redox chemistry of molecular transition metal com-
plexes is an area of significant fundamental interest and
importance (e.g., the use of model systems for understanding
charge transfer phenomena in nature). For redox-active MOFs,
new opportunities are present to explore, for the first time,
deeply fundamental aspects of charge transfer within three-
dimensional coordination space. In contrast to traditional
classes of polymeric and solid state materials such as alloys,
metal oxides, mesoporous carbons and zeolites, the molecular
nature of MOFs enables an exquisite level of control over their
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structural, chemical and physical properties at the nanoscale.
The presence of cavities and windows due to the crystalline
array of nanopores also provides an unprecedented opportunity
to exploit host-guest chemistry. The properties of MOFs in their
different redox states may be expected to vary significantly due
to distinct structural, electronic, magnetic, fluorescent and
host-guest properties, amongst others.*

The earliest investigations on a redox-active framework
material (although not strictly a MOF) are arguably those on
Prussian blue, [Fe;{Fe"(CN)};]-xH,0, which has been prized
industrially for centuries as an ink and dye-stuff. Its “redox
isomers” Berlin green (the all-Fe™ analogue) and Prussian
white (all-Fe" version) can be prepared de novo or generated
from Prussian blue itself by electrochemical or spectroelectro-
chemical methods.”> Despite some ambiguities regarding the
exact composition of Fe"" and Fe" in various preparations of
Prussian blue, the ability to switch between the different redox
states has been exploited to modulate the conducting, magnetic,
gas adsorption, and optical properties.”™®

The historically rich field of metal cyanide frameworks such
as Prussian blue offer key insights into the fundamental
importance of redox activity in MOFs, and the enormous value
of harnessing this property for functional applications. Some
important lessons relevant to the broader field of redox-active
MOFs are also apparent. These include the need for redox
states that are accessible via chemical or electrochemical
modulation, and the need for stability of these states on the
timescale required for measurement. Generating bulk quantities
of MOFs in their distinct electronic states requires appropriate
chemical oxidants or reductants that do not cause degradation.
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Altering the redox state of a framework may have additional
structural consequences: (i) it drives the incorporation of a
counter-ion for charge balance, and (ii) it may instigate a
structural change in the metal- or ligand-based components.
In the first case, counter-ion inclusion/expulsion impacts the
pore space, and the size and charge of this guest species must be
considered in relation to the window aperture and pore size of
the framework. Furthermore, despite the addition of a stoichio-
metric quantity of a chemical oxidant/reductant, the actual
extent of the redox change in the framework itself may be
limited to surface confined processes, and characterisation
must be carefully undertaken. In the second case, MOFs con-
structed from first-row transition metal centres are notoriously
prone to changes in geometry upon redox-state changes, and
for this reason, addressing redox activity in such materials may
not be possible. In the case of redox-active ligands, radical
states (particularly anion radicals) are often sensitive to atmo-
spheric oxygen, making the use of an inert atmosphere for
synthesis necessary.

For applications which require a sufficient quantity of MOF,
bulk synthesis of the material in a given redox state is required.
Meanwhile, in situ methods for generating redox states via
electrochemical means are valuable at the fundamental level
for initial measurement of potential redox-accessible states.
Recently, in situ spectroelectrochemical methods have proven
their utility for understanding the fundamental spectroscopic
properties of the distinct redox sates.’

This article focuses on key experimental, theoretical and
computational concepts relevant to redox-active MOFs and
highlights current trends in their study at both the fundamental
and applied levels. A particular emphasis is how redox activity
can be exploited to elucidate charge transfer phenomena, and at
the applied level, how the redox-accessible states can be
exploited to engender functional properties of technological
and industrial importance. Many materials, including ionic
MOFs'*'" for example, may have the potential to exhibit redox
activity, but this may not have been probed. The scope is there-
fore restricted to cases where studies have investigated more
than one redox state. Attention is also focused on intrinsic redox
activity involving electron or hole movement through the frame-
work backbone,'? rather than ionic conduction through the
pores.”**® The discussion here is also restricted to redox trans-
formations that retain the structure of a framework, however, it
is interesting to note that amorphous solids derived from ‘“MOF
precursors” do exhibit highly desirable functional properties."?
For ease of readability, a list of acronyms for ligands is provided
at the end of this article.

2. Fundamental concepts

The highly ordered crystalline structures of MOFs coupled with
the potential for systematic tuning of their structural properties
offers a unique platform for probing deeply fundamental aspects
of charge transfer in multi-dimensional coordination space.
Various synthetic methods have been employed to generate
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redox-active MOFs as single crystals and bulk solids including
traditional solvothermal methods and electrosynthesis,'®"”
amongst others.”®'? Recent developments in fabrication
methods for producing highly ordered and oriented thin
films*°~>* on surfaces such as conductive substrates has further
accelerated the pathway for integrating redox-active MOFs into
device architectures.”>”

2.1 Engendering redox activity in MOFs

Redox-active MOFs fall in two general classes, where (i) redox-
active metals or ligands are present in the as-synthesised
framework, or (ii) the redox-active molecules (generally organic
species) are introduced postsynthetically into redox-inactive
frameworks by covalent bonding or impregnation as guests.
In the first case, the origin of the activity arises either from
metal centres (which do not alter their geometries upon redox
state changes) or ligands (which often possess stable radical
states). Although outside the scope of this discussion, even in
cases where framework degradation occurs following a redox
change, this structural instability has been exploited to produce
amorphous materials which have shown promise as electro-
catalysts.”® In cases where the metal centres are magnetically
interesting or the ligands possess potential radical states, redox
modulation offers a pathway for these materials to be employed
as spin probes and in magnetic switching devices.”> While
redox state changes may necessitate the concomitant introduc-
tion or expulsion of counterbalancing charges (typically in the
form of counter-anions or cations), the remaining pore space
can be exploited for functional applications, as discussed in
Section 3.

In the second class of redox-active MOFs, the postsynthetic
infiltration of redox-active species into redox-inactive frameworks
takes advantage of the high affinity of MOFs for non-polar and
polar guest molecules. In some cases, redox modulation of the
guest induces a change in the electronic properties of the frame-
work, as illustrated by the incorporation of redox-active
metallocenes into [VO(bdc)] which induced partial framework
reduction.’® An attractive application for this class of materials
is in redox driven release mechanisms.'® For example,
[Zn,O(bdc)(btb),/3], otherwise known as UMCM-1, containing
alizarin red S or methylene blue as guests exhibited potential
driven uptake and release of charge compensating protons
upon switching the redox state of the guest.>'**> Postsynthetic
ion metathesis techniques have also proven successful for the
introduction of redox-active first-row transition metal ions
including Ti™, V"™ cr™™ Mn" and Fe" into the redox-
inactive MOF-5, [Zn,O(bdc)], scaffold.*® The synthesis of these
metallated analogues could not be achieved using a de novo
route. This work provided the first evidence for the redox
activity of MOF-5 analogues, with the achievement of the
stoichiometric single oxidation of Cr'"-MOF-5, and the discovery
that Fe"-MOF-5 activates NO via electron transfer from the Fe
centre.**

The covalent grafting of redox-active species such as metallo-
cenes into redox-inactive frameworks has been shown to
improve the stability of host-guest systems during redox

This journal is © The Royal Society of Chemistry 2016
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cycling. A number of frameworks have been targeted in this
regard including [Zn(Fcdc)(bpy)],*® [Zn,O(bdc-NH,)(btb),s]
(UMCM-1-NH,),*® [Al(OH)(bdc)] (MIL-47(Al)),”” and the NU-1000
framework consisting of [Zre(113-0)4(113-OH),(OH),(OH,),]*" sec-
ondary building units linked by 1,3,6,8-tetrakis( p-benzoic acid)-
pyrene (H,TBAPy) ligands.*® Redox hopping between the
anchored redox-active groups (e.g., ferrocenyl/ferrocene, Fc'/Fc)
was suggested as the predominant mechanism for charge
transport. A particularly interesting observation was the depen-
dence of the permselectivity of ferrocene-functionalised NU-
1000 thin-films on the electrolyte concentration: films were
permeable to solution cations when the MOF was in the
ferrocenium form, but largely impermeable in the ferrocene
form.?® The mechanisms for charge transport within MOF films
have been suggested to involve linker®***' or shuttle-to-
shuttle®® electron/hole redox hopping.*> The importance of
counter-ion diffusion was noted for [Zn(Fedc)(bpy)],”> where
the redox processes were found to be controlled by the move-
ment of charge compensating counter-anions into the frame-
work upon oxidation of the ferrocene units.

2.2 Redox activity and charge transfer MOFs

A fundamental issue for redox-active MOFs is the question of
how charge propagates through the crystal lattice. The mecha-
nisms can be broadly classed as through-bond or through-
space and may involve hole or electron transfer. In cases where
porosities are low, charge transport is likely to involve surface-
confined hopping processes®® where the redox centres on the
surface of MOF particles undergo redox changes while the bulk
remains unaffected. This hopping behaviour is also expected
for insulating frameworks where the electroactive components
are well separated spatially and where effective overlap of
frontier orbitals does not exist.

Effective overlap of frontier orbitals and an optimal spatial
arrangement of components facilitates charge delocalisation,
leading to a conductive framework. An important consideration
here is the introduction of counter-ions needed to balance
framework charge, which necessarily impedes the porosity.

In addition to the aforementioned strategies for the design
of redox-active MOFs, some specific modes of charge transport
are also central to the discussion (see Fig. 1).””***> These
modes can involve through-bond charge transfer in the case
of highly delocalised systems or through-space transfer by
virtue of the close proximity of components. Redox-active
moieties are important for facilitating long-range electron
transfer, as is already known for one and two-dimensional
conductors,"”> however it is important to note that charge
delocalisation can take advantage of the organic ligands them-
selves, with redox-inactive metal centres merely providing
“structural support”. This n-stacking mediated transfer is
exemplified by [Zn,(TTFTB)(H,O),] (Fig. 1a) incorporating
benzoate functionalised tetrathiafulvalene (TTF) ligands.
Charge transfer occurs along infinite TTF stacks resulting in
high electron mobility.***” Indeed, one of the earliest known
examples of a coordination polymer exhibiting metallic-like

This journal is © The Royal Society of Chemistry 2016
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Fig. 1 Examples of strategies for through-bond or through-space charge
transfer interactions in MOFs. (a) Side view of a helical TTF stack with a depiction
of the shortest intermolecular S-S contact in [Zny(TTFTB)(H,O),l. Adapted with
permission from ref. 46. Copyright 2012 American Chemical Society. (b)
Through-bond donor—acceptor charge transfer in [{Rux(F4PhCO)4}(TCNQ)L.
Adapted with permission from ref. 58. Copyright 2010 American Chemical

Society. (c) Through-bond mixed valency leading to Intervalence Charge

Transfer in [(NBu,),Fel(dhba)sl. The tris-chelating iron centre is high-

lighted in the insert. L"* and L™"~* represent the ligand in its distinct
redox states. Adapted with permission from ref. 63. Copyright 2015
American Chemical Society.

conductivity was [Cu(Me,-DCNQI),] which featured ligand n-n
stacks.*®

In two-dimensional graphene-like MOFs such as [Ni,(hitp),]*
and [Niz(bht),]*° strong n-conjugation supports electron deloca-
lisation through the two-dimensional sheets. Here, there is
significant overlap of the metal and ligand frontier orbitals, thus
facilitating conductivity.

Two other modes of charge transport can be broadly termed
donor-acceptor mechanisms, the origins of which have long
and rich historical foundations. In the first case, organic charge
transfer (CT) salts constructed purely from organic components
have been the source of widespread experimental and theoretical
interest for over four decades owing to the exquisite tunability of
their electronic structures, and their numerous potential appli-
cations in devices such as field effect transistors, photovoltaic
cells and light emitting diodes, amongst others.>’* The most
conductive of these are the so-called “organic metals” including
archetypal TTF-TCNQ.>* Key to CT phenomena in these systems
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is the presence of components that can possess stable (neutral,
anionic or cationic) radical states. Electronic coupling between
the highest occupied molecular orbital (HOMO) of the donor (D)
and the lowest unoccupied molecular orbital (LUMO) of the
acceptor (A) generates a partial degree of CT (9) between D and A
(also known as the Madelung energy, M), leading to a ground
state that is characterised by a partial ionicity.>"”* The magni-
tude of ¢ is dictated by the relative ionisation potential of D (Ip)
and electron affinity of A (E,), where M(6) ~ I, — E,. Three
possibilities may arise depending on the magnitude of J: a
neutral or quasi-neutral state (0 < 0.5), a partial CT or mixed-
valence state (0.5 < 0 < 1) state, or a fully ionic state (6 = 1).
A plot of the energy of the CT band maximum (AEcr) versus the
potential energy difference between D and A results in the
famous Torrance diagram which exhibits a clear boundary
between the neutral and ionic states.”>® Furthermore, the
occurrence of a partial CT state (known as the ‘mixed-valence
regime’) is predicted to generate conductive or metallic-like
coordination solids.”” In addition to these electronic contribu-
tions, the structural characteristics of the components (e.g., their
degree of planarity) and the arrangement of D and A will also
have a critical influence on J. The degree of CT controls
numerous physical properties of CT salts including the lattice
energies, bond lengths, optical band gaps and conductivities.
Empirical relationships between intrinsic properties of the
organic components have also been described using ionicity
phase diagrams for the most common CT complexes.”*

In contrast to organic CT, the understanding of charge
transfer interactions in redox-active MOFs is in its infancy. In
addition to their increased dimensionality and structural
robustness relative to the organic systems, the potential void
space in MOFs is highly advantageous for explorations of guest-
induced interactions. The first evidence for the applicability of
the semiempirical Torrance diagram to coordination solids was
reported for through-bond CT in a series of two- and three-
dimensional frameworks incorporating carboxylate-bridged
paddlewheel-type diruthenium(m,in) units, [Ruy"(F,PhCO),]
bridged by TCNQ®*~ and DCNQI*~ radical anions.’® In these
systems, a systematic dependence of the charge transfer energy
on the HOMO-LUMO gap of the D (Ru,) and A (ligand) was
reported.>®

Two recent examples of CT frameworks demonstrate the
potential to exploit through-bond or through-space CT mechanisms.
In the first case, infiltration of the electron acceptor TCNQ into
[Cuj;(btc),] (HKUST-1), led to a bridging of the dinuclear copper
paddlewheel clusters with the ligands and their partial
reduction.”>®”®! The result was strong through-bond electronic
coupling between the units and a concomitant increase in con-
ductivity.®" By contrast, in the system [(Zn(DMF)),(TTFTC)(DPNI)],
through-space CT interactions have been observed between the
electron donor TTF and acceptor DPNI ligands.®

A second type of donor-acceptor interaction occurs for a
partial CT state (0.5 < 6 < 1) termed a mixed-valence state,
where D and A are the same moiety (either metal- or ligand-
based) and are present in different formal oxidation states.
A number of three-dimensional frameworks which exhibit
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mixed-valence states based on the metal centres have been
reported.® Examples include the pillared bilayer framework
consisting of a bismacrocyclic Ni" complex bridged by
1,3,5-benzetricarboxylate ligands, in which intercalation of
iodine generates a mixed-valence material containing Ni"/Ni™
and I,/1,.%° Certain frameworks have also been prepared
directly in mixed-valence form, as exemplified by transition
metal cyanide compounds.

For archetypal cyanide-based materials such as Prussian
blue, the importance of the mixed-valence phenomenon was
first elucidated in the early twentieth century with the realisa-
tion that the odd electron was in rapid oscillation between the
redox-active Fe'"" and Fe" centres (rather than being uniquely
fixed, one to each ion), giving rise to the absorption of light in
the visible or near-infrared (NIR) region of the electromagnetic
spectrum.®® According to the Robin and Day classification
scheme,® Prussian blue is an example of a “localised” Class II
system in which the metal ions are weakly-coupled electroni-
cally leading to electron hopping.®” Two additional classes of
mixed-valence systems are distinguished on the basis of the
extent of charge transfer: Class I systems are characterised by
non-interacting centres, and ‘“delocalised”” Class III systems by
strongly-coupled centres. Electronic delocalisation is promoted
by mixing between the donor and acceptor wave functions, and
in the limit of strong overlap, delocalisation is complete and
the metal centres possess identical valences (i.e., the system is
conducting).

To date, mixed-valence mechanisms in MOFs have been
suggested in a very limited number of cases. A rare example
of organic mixed valency was recently reported in the frame-
work [(NBuy),Fey"(dhbq);] (Fig. 1c).®* Here, the ligands are
present in both their quinone and semiquinone forms
(dhbg*7), giving rise to an Intervalence Charge Transfer
(IVCT) transition. Taking inspiration from the rich literature
on mixed valency in dinuclear complexes, conditions for the
generation of metal-based mixed-valence MOFs are feasible,**
as is the possibility of generating mixed valency in MOFs via
through-space intra-ligand IVCT of the type observed previously
in molecular rectangles.®®

2.3 Spectroscopic methods as a window to redox activity

An important consequence of CT interactions in MOFs is the
occurrence of new features in their electronic absorption spectra
that are distinct from those of the isolated components them-
selves. CT interactions of either the through-bond donor-acceptor
type,*" the mixed-valence type,*® or the through-space donor-
acceptor type,®”> are manifested by CT bands in the visible
and NIR regions of the electronic absorption spectra. Critically,
their analysis provides fundamental information regarding the
nature of CT.

Compared with the rare example of the [(NBu,),Fe} (dhbq)s]
framework in which an IVCT band was observed,®® CT in
organic mixed-valence systems®® and dinuclear mixed-valence
complexes based on second-row transition metal centres has
been studied comprehensively.®>”®”* The mixed-valence Prussian
blue framework has also been the subject of extensive

This journal is © The Royal Society of Chemistry 2016
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investigations, and the rate of electron transfer has been
calculated from its IVCT band by extracting the electronic
coupling and reorganisational energy through application of
the Marcus-Hush equation. Some evidence for systematic
changes in the IVCT band have also been observed for the
ruthenium analogue K; ,[Ru; ¢{Ru(CN)s};] which exhibited a
lower energy band and an increased conductivity, presumably
owing to the presence of the second-row transition metals with
more diffuse d-orbitals.””> These spectroscopic signatures of CT
may thus provide a window to functional properties of MOFs
such as their conductivity. Despite the lack of analyses of CT
in MOFs, enormous potential clearly exists to systematically
probe these interactions by generating isostructural series of
frameworks where the metal centres or organic ligands can be
modulated to elucidate structure-function relationships.

2.4 Probing redox activity in MOFs

Solid state electrochemistry (including cyclic and square wave
voltammetry) offers the primary tool for interrogating potential
redox-accessible states of MOFs, and can provide details on the
kinetics and mechanism of charge transfer reactions.'® Com-
pared with solution state measurements, the electrochemistry
of MOFs poses additional challenges due to the more complex
processes associated with the various electrode-material and
material-electrolyte interfaces, and the intricate ion diffusion
processes which are coupled to charge transfer.”® For example,
strong evidence has been found for the dependence of the
electrochemical signal of the Cu™ couple in HKUST-1 on
the size of the electrolyte anions/cations (i.e., the current for
the Cu™" couple increased as the size of the cation decreased).””

While many reported electrochemical measurements on
solid materials have used composites with carbon paste, its
use as a conductive supporting matrix precludes accurate
analyses of electron transfer parameters. By contrast, relatively
simple powder abrasion techniques have proven versatile for
adhering solid materials to electrode surfaces and have enabled
redox mechanisms to be derived,”®”® particularly cases that
involve charge hopping between redox centres.*”*°

Where MOFs are insulating and porosities are low, as noted for
the ferrocenyl-modified MOF [Zn,O(bdc-NH,); _,(bdc-NHC(O)Fc),-
(btb)y/s], surface-confined electron hoping behaviour is expected.*>
Since bulk ion diffusion through the framework was impeded, the
peak currents were low relative to the amount of sample, and
electron transport was fast leading to a scan rate independence of
the peak potentials.

Recently, the application of slow scan cyclic voltammetry
(using scan rate of 30 pV s~ ' compared with rates typically
above 5 mV s~ ') was found to be particularly useful for the
reductive insertion of Li" (from a LiBF, electrolyte) into the
framework [(NBu,),Fe}'(dhbq);].°> This method has great
future utility for addressing MOFs more broadly, including
those assumed to be completely insulating.

Methods to achieve ex situ oxidation or reduction involve the
use of chemical reagents such as halogens (e.g., Cl,, Br, and L),
alkali metal salts (e.g., Li or Na napthalenide) or nitrosonium
salts amongst others. Matching an appropriate chemical agent

This journal is © The Royal Society of Chemistry 2016
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to a given redox transformation in a solid is non-trivial, often
requiring screening to optimise the conditions. A recent elegant
example of the non-innocent nature of redox-active ligands was
reported for the framework [Mn,(dobdc)] (MOF-74) in which
addition of a chemical oxidant led to selective oxidation of the
dobdc* ligand to the quinine form dobdc®”, whilst maintaining
the Mn" oxidation state of the metal centre.*

To address some of the issues associated with chemical
methods for oxidation/reduction, in situ solid state spectro-
electrochemical techniques based on UV-vis-NIR, EPR and
Raman spectroscopies have recently been developed and suc-
cessfully applied to MOFs.”*®> In these cases, the spectral
response of the material is monitored in real time as a function
of the applied potential, with the latter gauged from preliminary
electrochemical measurements. Compared with chemical
methods for oxidation/reduction, these techniques allow for
the relatively rapid identification of the spectral properties of
all redox-accessible states of a material, aiding the assignment
of the origins of redox processes in electrochemistry based on
their spectral signatures. Short lived, or relatively unstable
redox-accessible states can thus be identified (e.g., those invol-
ving radical anions which are often unstable in the presence
of an aerobic environment). Moreover, observation of stable
isosbestic points and reversibility of the redox transformations
support the retention of structure throughout the process.
An important avenue of future work is in situ structural deter-
mination techniques which provide information on material
stability throughout redox transformations.

In the same way that solution state in situ spectroelectro-
chemical methods have proven integral to interrogating funda-
mental charge transfer properties of soluble molecular species,®’**
in situ solid state UV/vis/NIR, EPR and Raman spectroscopies
have now proven their utility for MOFs, particularly in cases
where materials degraded during attempts to perform chemical
reduction/oxidation.®*** Solid state UV/vis/NIR spectroelectro-
chemistry was first applied to the redox-active framework
[Zny(ndc),(DPNI)], where the spectral signatures of the radical
anion and dianion states of the DPNI ligand were observed as
a function of the applied potential (Fig. 2).° A range of other
MOFs have also been interrogated using spectroelectrochemical
methods, particularly those incorporating the TTF functionality,
an organosulfur moiety that undergoes two reversible one elec-
tron oxidations localised on separate rings,***> and NDI, a well-
studied electron acceptor.®® In the case of TTF, a partially
oxidised ring has been shown to vastly improve conductivity,®”
while functionalised versions of NDI often display unique elec-
tronic, electrochemical and optical properties.®® The utility of
spectroelectrochemical techniques for addressing mechanisms
of CT and understanding charge transport mechanisms in thin
films of MOFs relevant to electrocatalysis has also recently been
demonstrated.*

The development of in situ solid state EPR spectroelectro-
chemistry has enabled the interrogation of the charge transfer
MOF [(Zn(DMF)),(TTFTC)(DPNI)], incorporating electron donor
TTFTC and acceptor DPNI ligands in a mixed stacking arrange-
ment (Fig. 3).°* The as-synthesised material exhibited the EPR

Chem. Commun., 2016, 52, 8957-8971 | 8961
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Fig. 2 Solid state electrochemistry and vis/NIR spectroelectrochemistry
of [Zn,(ndc),(DPNI). Cyclic voltammetry reveals two redox waves corres-
ponding to generation of the radical anion and dianion states of the redox-
active DPNI ligand. The optical properties of these states can be rapidly
accessed using spectroelectrochemistry for generation of the radical
anion (A) and dianion (B) states, which are accompanied by marked colour
changes as seen in the photographs of the MOF on the transparent
working electrode (bottom). Application of a more reducing potential
leads to framework degradation (C). Reproduced from ref. 9 with permission
from the Royal Society of Chemistry.

DPNI l
Acceptor . . . .
3460 3480 3500 3520
Field (Gauss)

Fig. 3 The charge transfer MOF [(Zn(DMF)),(TTFTC)(DPNI)] which exhibits
through-space CT interactions. Reduction of the MOF switches the CT off.
This is consistent with solid state EPR spectroelectrochemistry which
revealed evidence for a concomitant decrease in the TTFTC radical cation,
and an increase in the DPNI radical anion signal, thus reducing the donor—
acceptor interaction. Reproduced from ref. 62 with permission from the
Royal Society of Chemistry.

spectrum shown by the black curve in Fig. 3. The splitting of the
signal was attributed to two overlapping peaks due to radical
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species, ie., a partial CT leads to the coexistence of the
TTFTC*™ radical cation and DPNI radical anion. At a cathodic
potential, the EPR signal due to the TTFTC*  radical cation
decreases as the population of DPNI radical anions increases.
Coupling the spectral analysis from the EPR spectroelectro-
chemical reduction with the related UV/vis/NIR measurement
proved that partial CT occurred in the as synthesised material.
Importantly, this could be reversibly switched on and off by
altering the redox state.

In situ solid state fluorescence spectroelectrochemistry has
also been applied recently to triarylamine-based frameworks,**°
and may prove to be valuable for assessing the function of
materials for optoelectronic device applications.

2.5 Computational approaches to redox activity in MOFs

Significant efforts have been devoted to high throughput
screening and modelling of the gas adsorption properties of
MOFs for their potential applications in gas separations.”® By
comparison, computational studies on the electronic properties
of MOFs have been addressed in a relatively limited number
of cases.””

Modelling redox-active MOFs, particularly those that exhibit
significant charge delocalisation, is a challenging task. The
extended structures of these materials lead to the introduction
of boundary effects for any finite representation. Nevertheless,
valuable information has been obtained from density functional
theory (DFT) methods by modelling the structures of MOFs as a
small number of discrete components in cases where the degree
of delocalisation is small. This approach been valuable for
modelling the degree of CT in [(Zn(DMF)),(TTFTC)(DPNI)],**
where 6 was predicted to be 0.6 (ie., near the mixed-valence
regime discussed in Section 2.2) and in the ferrocene function-
alised NU-1000 MOF.” In the latter case, the Marcus equation
was used to describe the rate of intermolecular charge transfer in
a chemically relevant fragment from the extended framework
crystal structure, and charge transfer was subsequently shown to
occur via a superexchange mechanism.*® In addition to model-
ling the intrinsic charge transfer properties of the MOF, this
study also demonstrated the application of computational meth-
ods to model MOFs for electrochemical device applications
where additional components including the solvent, catalyst
and contacts must also be considered.”

In the case of [(Zn(DMF)),(TTFTC)(DPNI)]°*> and the ferro-
cene functionalised NU-1000 MOF,”? the systems lie at the weak
coupling limit and involve localised CT in which charge is likely
to hop discretely between sites.”® While theories pioneered by
Hush®® and Marcus®®®” may be relevant to charge transfer in
the localised limit, they are likely to be inadequate for strongly
interacting systems where the classical treatment of nuclear
motion is not realistic. Note that localised CT theories have
been successfully applied to Prussian blue and Berlin green.”®*®

Clearly, the development of accurate, low-cost computa-
tional methods to describe the electronic properties of MOFs
is a highly sought after goal. A key issue is the need for more
accurate treatments of dispersion interactions which are
important for the description of framework materials and are
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also not fully accounted for by traditional functionals based on
DFT.” New methods must also address the computationally-
intensive nature of time-dependent calculations, and deal with
approximations for many electron systems which make them
prone to inaccuracy.

In an effort to address these challenges, more advanced
techniques are currently under development. For example, the
DFT-D3 method provides an empirical correction to DFT to
account for long-range dispersion interactions, and has already
been successfully used to model gas adsorption in MOFs."*
The Universal Force Field has also recently been extended to
deal with transition metal-based MOFs.'”" The density func-
tional theory tight-binding (DFTB) method has enabled high-
level electronic structure calculations to be obtained for band
gaps.’®>'® An important strategy for the development of
improved high-level computational techniques is the need for
tandem experimental studies. Measurements on highly ordered
systems including single crystals and surface-grafted MOFs
(i.e., SURMOFs) are important in this regard.'*>

A further point to note is that particular attention has been
focused on characterisation and control of band gaps for
applications in electronic and optoelectronic devices.”® A
significant focus has therefore been on computational predic-
tions of the electronic structure of photochromic MOFs where
engineering the band gap is of interest for applications in
photocatalysis and solar energy harvesting, amongst others.'®*

3. Exploiting redox activity in MOFs:
recent developments

Modulating the redox states of MOFs provides access to a range
of functional properties that may differ from those of the as
synthesised material itself, including magnetism, lumines-
cence and host-guest properties which are relevant to ion
diffusion in batteries, and molecular sensing, amongst numerous
other applications. Manipulating and controlling the redox state
of a material requires application of an external stimulus such as
electrical potential, chemical oxidation/reduction, light, pressure
or electrical field. Since a number of reviews have detailed the
potential applications of ionic and charged MOFs'® as well as
frameworks in which redox activity is central to the function,"®
the emphasis here is on the very latest emerging trends in
the field.

3.1 Gas separations and storage

Amongst the most prominent potential applications of MOFs
are gas storage and separations processes, for which ligand-
based redox activity has predominantly been exploited. In all
cases, these studies have involved generation of the different
redox states via ex situ oxidation or reduction of the materials.
In the case of MOFs incorporating redox-active ligands, the
result is the creation of a stable radical cation or anion state,
and the concomitant incorporation of a counter-ion for charge
balance.'%?
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Ligand-based redox activity has been exploited in frame-
works including [Zn,(ndc),(DPNI)] and [Zn(ndc)(DBMBI)]
where the ligands DPNI and DBMBI exhibit stable radical anion
states which are generated by reduction with lithium, sodium
or potassium napthalenide (XNp where X = Li", Na* or K*).'%%'%”
Gas adsorption studies on the reduced MOFs demonstrated
improved uptakes of H,, CO, and CH, relative to the neutral
parent materials, in addition to increases in the selectivities and
isosteric heats of adsorption.'® The origins of these enhance-
ments were suggested to lie in the catenated nature of the
materials: introduction of the alkali metal counter cation upon
reduction displaced the interpenetrated networks, thus increas-
ing the pore apertures and surface areas.'”® The uptake was
found to be dependent on the amount of chemical reduction,
as well as the ionic radius of the alkali metal salt."*° Beyond
an optimum dopant concentration, the adsorbate loading
decreased due to pore obstruction by the counterion.

Redox-active MOFs incorporating triarylamine ligands that
possess stable radical cation states have also been exploited to
fabricate stable metal nanoparticles, and the resulting radical
cation impregnated MOFs have demonstrated superior gas
adsorption performance relative to their neutral analogues."*"*?
An autoredox reaction between an organic triarylamine species
incorporated into a framework led to formation of the radical
cation of the triarylamine, whilst metal ions such as Pd", Ag' and
Au™ (amongst others) were reduced to the corresponding Pd, Ag
or Au metal nanoparticles. Despite a reduction in surface area
for the impregnated MOFs, they demonstrated superior H,
storage performance relative to their neutral counterparts.””

While some controversy exists regarding the mechanisms
underlying the enhanced gas sorption in reduced or oxidised
MOFs, it is typically acknowledged that the included guest
(e.g., the counter-cation in the case of framework reduction
and the counter-anion in the case of framework oxidation)
represent key adsorption sites, and that these may be more
important than adsorption onto the framework itself.**?

A further issue relates to how redox activity might be exploited
for industrial-scale gas separations processes (e.g., CO, separation
from flue gas)''* given that laboratory experiments performed
using ex situ methods do not replicate the practical requirements.
One possibility is the use of an electrical swing adsorption (ESA)
approach for which monolithic carbons have been used pre-
viously.'" This application relies on the Joule effect where the
passage of electrical current elicits production of heat which
stimulates desorption of adsorbates.''® Clearly, if these redox-
active materials are to be employed in applications such as CO,
capture, factors such as the switching response times for
sorption/desorption will also be critical, as will the energy
demands for desorption.

3.2 Electrochromic devices

A common feature of redox state changes in MOFs is the
associated colour changes. Commercial applications of electro-
chromic devices incorporating redox-active systems such as
conductive polymers include car mirrors (e.g., Gentex Corpor-
ation’s antiglare mirrors), electrochromic sunglasses and smart
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windows (e.g., adjustable darkening windows in Boeing’s 787
Dreamliner).""”

To date, the most extensively studied framework material for
its electrochromic properties is Prussian blue which is readily
fabricated as thin films on transparent conductive substrates.
Recent work on MOFs has also demonstrated their electro-
chromic properties,”>*""'® including the potential to exploit
postsynthetic metallation of otherwise redox-inactive materials
to introduce redox centres of interest for generating electro-
chromism.""® The application of solid state spectroelectrochem-
istry to MOFs has also revealed their potential polyelectrochromic
properties arising from the distinct colours exhibited by several of
their redox-accessible states.®>

Specific requirements for the implementation of electrochromic
MOFs in practical applications include favourable contrast ratio,
colouration efficiency, cycle life and response time. To address
these issues, the framework NU-901, a polymorph of NU-1000, was
fabricated as a thin film of 1D free-standing nanorods on trans-
parent FTO conducting glass.®® The rapid and reversible electro-
chromic behaviour observed (yellow to deep blue) was attributed to
the nanoscale porosity of the MOF. Specifically, the spatial isolation
of the redox-active pyrene units in the MOF led to stabilisation of
the intensely coloured radical cations (by preventing their dimer-
isation) upon one electron oxidation.

3.3 Microporous conductors

Typically, MOFs are electronic insulators, or at best, semiconduc-
tors due to the nature of the metal centres and bridging ligands
which are predominantly carboxylate-based or unsymmetrical
(as in the case of CN ™) and do not facilitate strong charge transfer.
Of the vast array of crystalline coordination polymers reported to
date in the literature, examples of three-dimensional conducting
MOFs remain scarce, however, a number of recent studies have
made enormous strides in this area.'>*

While redox activity alone does not guarantee that a frame-
work material will be intrinsically conducting, effective coupling
between redox-active units through overlap of their frontier
orbitals is one of the primary means by which conductivity can
be achieved. For example, through bond conduction has been
suggested to occur through networks of electron-rich hetero-
atoms such as sulfur in the framework [Mn(dsbdc)]."*' A number
of semiconducting 2D frameworks based on triphenylene-
derived units have been reported, and their applications have
been expanded to include chemiresistive sensing of volatile
organic compounds.'?**?*

The opportunity to modulate the redox states of MOFs offers
prospects for harnessing switchable conductivity for numerous
applications including electrocatalysis and chemiresistive sensing,
amongst others.>>*”*>™® Conducting MOFs have been the subject
of excellent recent reviews in the field,">** and the present focus is
on cases where the conducting properties have been modulated as
a function of redox state. Clearly, for the increasing number of
conductive MOFs reported, consideration of potential redox-
modulated properties represents a worthwhile pursuit.

Transition metal dithiolene complexes have been employed
extensively as redox-active components of MOFs in light of their
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electronically-delocalised character which
them attractive structural motifs for conductive materials.
One of the earliest examples of a conductive MOF featuring
redox-state dependent conductivity was the dithiolene-based
system [Cu{Ni(pdt),}] which consists of formally Ni" centres
coordinated by pdt ligands. Chemical oxidation using I, vapour
resulted in a 104-fold increase in conductivity which was
attributed to electron hopping between the Ni centres, half of
which were oxidised to generate a mixed-valence state. In a
more recent example, the 2D framework [Niz(bht),] exhibited
high charge conduction along the 2D sheets which was facili-
tated by electron delocalisation through the Ni dithiolene
moiety.*”*® The conductivity was also found to be sensitive to
the redox-state of the framework."**

A number of MOFs exhibit semiconducting behaviour which
arises from charge transport via organic components, particularly
those based on the TTF moiety. Recently, a highly porous Zn"
framework, [Zn,(TTFTB)] and a series of isostructural analogues
based on Mn", Co™ and Cd", incorporating a benzoate-
functionalised TTF ligand showed both permanent porosity
and a high charge mobility that rivalled equivalent organic-
based semiconductors.*® Here, the mechanism of conduction
was through the TTFTB stacks.*®*” The TTFTB ligand has also
been integrated into MOFs in combination with various diva-
lent metal ions and neutral coligands.'*® The solid state
electrochemical and spectroelectrochemical properties of these
materials have demonstrated that two reversible anodic processes
corresponding to formation of the radical cation and dication of
the TTFTB are accessible. While conductivities for these systems
were not reported, the results provided evidence that the proper-
ties of the ligand are maintained in the framework.

Redox activity can also be exploited to bring about CT
interactions in MOFs which promote long range charge delo-
calisation and conductivity of the type discussed in Section 2.2.
The use of an appropriate D and A pair can induce partial
charge transfer which is either through-space®® or through-
bond.>>®! In the latter case, infiltration of TCNQ into the three-
dimensional framework HKUST-1 enhanced the conductivity by
seven orders of magnitude.®® The origin of the enhancement
was attributed to postsynthetic coordination of the electron
accepting TCNQ moiety to Cu™ paddlewheel units forming a
conductive pathway that spiralled through voids in framework.
A three-state superexchange model was invoked to rationalise
the new CT features in the absorption spectra,*> implying that
simple 2-state models may not be sufficient. Semiclassical
theories may therefore prove very valuable, as they have for
ligand bridged dinuclear complexes which lie in the inter-
mediate Robin and Day® Class II-III region for mixed-valence
chemistry.”*"*° Subsequent computational work provided
structural predictions for MOFs in which similar guest-
induced emergent properties may be realised.’** This post-
synthetic approach to introducing the acceptor moiety is
particularly valuable for systematically tuning CT interactions
(and hence conductivities) of MOFs to obtain structure-
function relationships of the type derived for organic CT salts™"
and ruthenium-based MOFs.>’

This journal is © The Royal Society of Chemistry 2016
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Fig. 4 Schematic of the redox-active framework [(NBuy)-Fel(dnbq)s] (top
left). Chemical reduction generates [(Na)o o(NBu,)1gFel(dhbg)s] which is
accompanied by a decrease in the intensity of the IVCT band (top right)
and a decrease in conductivity (bottom right). These observations are
consistent with reduction of the mixed-valence dhbg?~/*~ ligands (bottom
left). Adapted with permission from ref. 63. Copyright 2015 American
Chemical Society.

IVCT has also been shown to provide a mechanism for long-
range charge delocalisation in the framework [(NBu,),Fe} (dhbq);]
(Fig. 4).°° Manipulation of the redox state of the MOF via chemical
reduction dramatically decreased the conductivity by reducing the
charge carrier mobility. These conductivity changes were also
manifested by a reduction in the intensity of the IVCT band,
suggesting a close connection between the spectroscopic band
parameters and the bulk conductivity.

In addition to spectroscopic methods that provide an indi-
cation of new CT interactions within MOFs, measurements of
conductivity must ideally be undertaken on single crystal and
crystalline films. These techniques are advantageous compared
with conventional pressed pellet measurements on coordina-
tion solids in order to minimise grain boundary effects and
gain insights into anisotropic conduction."”

3.4 Electrocatalysis

While nature has optimised enzymatic processes over the
millennia through the use of highly efficient electrocatalytic
reactions based on inexpensive, earth-abundant metals such as
nickel and iron, the industrial electrocatalysts synthesised today
are almost invariably based on expensive and rare platinum-
group metals. Spurred by the need for more economically-viable
materials based on earth-abundant metals, the development of
new classes of electrocatalysts such as MOFs has been gaining
momentum owing to their importance in fuel cells for the
conversion of chemical energy into electricity'**™** and renew-
able energy technologies, amongst other areas."*

In contrast to existing materials considered for electro-
catalysis including metal oxides, porous metal membranes,
nanostructured thin films, metal nanoparticles, conducting
polymers and discrete transition metal complexes, MOFs are
attractive owing to their high surface areas which provide a
large concentration of active sites, and their ability to be used
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in heterogeneous processes.*” Progress in this area has been
impeded by the instability of some frameworks to redox cycling,
and the intrinsic insulating ability of many MOFs which is not
conducive to electron migration through the bulk material.
Whilst these issues have been addressed in some part through
the fabrication of composites,'*® the aforementioned develop-
ments in intrinsically conducting MOFs will significantly accel-
erate progress in this area.

Redox hopping has been shown to provide a mechanism for
charge transport within MOFs which have been targeted for a
number of electrocatalytic reactions. These processes have
largely been focused on key reactions pertinent to artificial
photosynthesis including CO, reduction and water oxidation.
Additional electrocatalytic reactions of interest include the hydro-
gen evolution reaction (HER), oxygen evolution reaction (OER),
oxygen reduction reaction (ORR), alcohol oxidation and nitrite
reduction amongst others which have been reviewed recently.">'®

A stimulus for the design of MOF-based electrocatalysts has
been homogeneous molecular transition metal complexes
which are well known for their involvement in particular
electrochemical transformations. Inspired by molecular metallo-
porphyrin electrocatlysts for the reduction of various substrates, a
thin film of Fe porphyrin-based [ZrsO,(OH),(tccp-H,);] (MOF-525)
immobilised on FTO was used to obtain mixture of CO and H,
from the electroreduction of CO,.** Electrochemical and spectro-
electrochemical techniques® were also employed to elucidate the
mechanism of charge transport in an electrocatalytic cobalt
framework based on tccp, where a redox hopping mechanism
was proposed. The fabrication of thin MOF films for electro-
catalysis were shown to be advantageous.>***’

MOFs have also been investigated for water splitting in the
context of developing clean energy technologies,"***° of which
OER and HER are key. Polyoxometalate (POM) based MOFs
have received significant attention in the latter case where
the extensive electrochemical activity of the POMs in electro-
catalytic reactions was exploited."® More recently, a MOF film of
NU-1000 was used as a support for deposition of a nickel sulfide
electrocatalyst."*" The MOF was shown to improve not only the
surface area, but also the proton conductivity of the material.

OER is considered substantially more challenging due to the
four-electron nature of this anodic process and the fact that it is
performed under alkaline conditions which often promotes frame-
work degradation.'*® Nevertheless, O, formation was observed for
frameworks such as analogues of [Zr¢O4(OH),(bpdc)s] (UiO-67),
incorporating an Ir-based linker [Ir'™(Cp*)-(dcppy)] where O, was
produced. A recent direction in the field is the use of redox-active
MOFs as precursors for the preparation of nanoporous carbons
and metal oxides.'**

An important function of the MOF scaffold is the isolation
and subsequent stabilisation of potentially highly reactive
catalytic metal centres. In some respects, this is analogous to
protective protein structures in nature which stabilise haem
with high valent iron-oxo species, which are known to activate
strong C-H bonds."*® In this regard, the catalytic conversion of
ethane to ethanol was achieved within [Fe,(dobdc)], a redox-active
MOF incorporating a coordinatively unsaturated Fe' site.'**

Chem. Commun., 2016, 52, 8957-8971 | 8965


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c6cc00805d

Open Access Article. Published on 08 March 2016. Downloaded on 3/26/2026 12:21:51 AM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Feature Article

Upon activation with N,O, the Fe"' sites were converted to
Fe"{hydroxide}, strongly suggesting the presence of an inter-
mediate Fe™{oxo} species from which C-H bonds could potentially
be oxidised. When ethane was passed through the framework,
various ethane-derived oxygenates such as ethanol and acet-
aldehyde were formed.

3.5 Energy storage

One of the earliest electronics applications considered for
MOFs was their potential for use as rechargeable intercalation
electrode materials and electrochemical double layer capacitors
relevant to Li-ion battery technologies for portable electronics
and fuel cells. Whilst the process of ion conductivity in MOFs
has been extensively reviewed,'>'®'** ion diffusion through
MOF pores and intrinsic electronic conductivity through the
framework backbone are interlinked in many materials.

Arguably the first report of a MOF in which the redox activity
was exploited in this regard was [Fe™(OH), gF, »(bdc)] (MIL-53(Fe)),
which was used as the positive electrode of a Li-ion battery mixed
with carbon (Li metal was the negative electrode).** Lithium ion
insertion generated a mixed-valence framework containing
Fe'"/Fe"" and Li%Li*. Whilst the capacity of the material was
poor compared with existing devices, it demonstrated the
capability of such materials for repeated discharge/recharge
cycles. In this case, the lower than expected capacity was
attributed to the lack of permanent porosity which restricted
Li-ion motion and prevented complete reduction of the Fe™
centres, as well as the existence of a redox-inactive ligand (bdc).

MOFs have also been used for negative electrode materials
in the context of lithium storage, where the aforementioned
issues of capacity were addressed by exploiting the coexistence
of redox activities of the metal and ligand sites."® In the redox-
active framework [Cu(aqdc)], in situ XANES and cyclic voltam-
metry showed that during the discharge process, both the
Cuy(acetate), paddlewheels and anthraquinone groups facilitated
the reduction process.'*®

A number of strategies have now been investigated in an
effort to surmount issues with the instability of MOF materials
over repeat redox cycles, as well as their poor capacitance and
low Faradaic efficiencies due to low electrical conductivities
and steric hindrance to Li ion insertion.'® The subject of MOF
supercapacitors has been reviewed recently,"** and whilst out-
side the scope of this article, the majority of approaches involve
the destruction of MOFs via pyrolysis, rather than their use as
pristine materials. Systems with very high areal capacitance
have now been developed by improving the conductivities
through doping pristine MOF crystals with graphene'® or
polyaniline chains that have been electrochemically deposited
on the MOF surface."*” Issues deserving of more attention
include the mechanisms of solid state electrochemical beha-
viour and the electron storage properties which are rarely
discussed. The advent of MOFs incorporating redox-active
metals and linkers as well as higher electrical conductivities
should also instigate further developments in MOFs for energy
storage, and coupling of the electronic and ion motion should
bring about higher gravimetric capacities.
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3.6 Molecular electronics: sensors, switches and machines

An interesting possibility for redox-active MOFs is the prospect
of exploiting the switchable nature of the redox states to bring
about dynamic motion, as is relevant to molecular machines
based on robust and dynamic bistable mechanically inter-
locked molecules. In this context, the NU-1000 framework
incorporating trisradical rotaxanes has recently been addressed
(Fig. 5).*® In this proof-of-concept experiment, the MOF scaf-
fold aided the organisation of rotaxanes, which incorporate
redox-active viologen subunits that can be addressed electro-
chemically in the solid state. In particular, the electrochemical
reduction resulted in electrochromic behaviour (blue to purple
when the radical state is generated, as shown in Fig. 5). This
ability to control the electrochromic properties of the material
amongst others via a redox-active switch is appealing for the
development of solid state molecular electronics devices such
as molecular switches and machines.

The potential to alter the absorption and luminescence
properties®>®* of MOFs by exploiting the different character-
istics of the redox states is a subject of great interest owing to
their potential applications in optoelectronic devices, and as
chemical sensors.''®'*® For example, a Mn(1) coordination solid
based on the tris(4-(pyridin-4-yl)phenyl)amine ligand was found
to exhibit switchable ‘on’/‘off fluorescence (using chemical
oxidation) based on the redox state of the ligand which can exist
in its radical cation (‘off’) or neutral state (‘on’).** Both absorp-
tion and fluorescence switching were observed in a redox-
switchable MOF that underwent a reversible single-crystal-to-
single-crystal transformation.'* In this case, the redox reaction
involved the hydroquinone/quinone couple in a hydroxylated
analogue of the well-known zirconium UiO-68 framework. The
redox triggered transformation exploited a chemical reaction in
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Fig. 5 Schematic of NU-1000 containing the semirotaxane (top). Repre-
sentation of the semirotaxane components 12* and CBPQT** (bottom
left). Reduction of 12* and CBPQT** with 3 mol e~ generates the semi-
rotaxane 1" <CBPQT?™® (bottom right and centre where the redox-
dependent absorption spectrum is shown). Reproduced from ref. 148 with
permission from National Academy of Sciences, USA.
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the crystals, where iodobenzene diacetate was used as the
oxidant and ascorbic acid as the reductant.

Different signal transduction methods have been considered
for these redox-switchable MOFs, with electrical switching
platforms being investigated for integration into devices.''®
MOFs exhibiting electrochemiluminescence properties are
particularly attractive as their well-ordered porous structures
result in high mass transfer capacities which support fast
response times. Electrochemiluminescence is appealing due
to the low background signal, high sensitivity and wide
dynamic range for the detection of metal ions, small molecules
and biomacromolecules. The first example involved a Zn"
framework which was prepared from a carboxylate modified
Ru(2,2’-bpy)*" moiety, where the Ru" guest was electrochemi-
cally oxidised to Ru™.'*! High electrochemiluminescence
emission was observed due to facile electron transfer and was
exploited to detect cocaine in serum relevant to illicit drug
testing. Hybrid nanocomposites of MOFs with graphene oxide
have also proven their utility for sensing acetaminophen and
dopamine in serum and urine."*?

Recently, the exploitation of redox activity in MOFs for a
range of other electroanalytical applications such as nitrite
detection has been demonstrated. Here, the development of
new sensing devices are relevant to the food and health
industries where the use of nitrite as a preserving agent
requires close monitoring due to its potential toxicity in excess
quantities. A thin film of MOF-525 was constructed from
free-base porphyrin linkers and hexa-zirconium nodes on con-
ducting substrates."®® A remarkable current enhancement was
detected in the presence of nitrite (NO, ) due to oxidation of
NO, ™ to NO, by the porphyrin radical cation.

MOFs have also shown utility as alternatives to commercial
enzymatic sensors which are currently used for electrochemical
hydrogen peroxide (H,0,) and glucose sensing, areas of impor-
tance for clinical diagnostics (e.g. for diabetes management)
and biotechnology.'*® In the presence of H,0,, the Co™ to Co™
reduction process in the framework [Co(pbda)(bpy)-2H,0] was
sensitive to hydroxyl radicals with an associated colour change
and fluorescence response.”>* [Cu;(btb),(H,0);] (MOF-14) also
demonstrated electrocatalytic activity towards H,0, reduction
and glucose oxidation."”

MOF biosensors have recently been developed for the detec-
tion of DNA via signal amplification processes. The PCN-222
framework incorporates a redox-active porphyrinic linker which
was covalently bound with streptavidin.'®® A highly sensitive
electrochemical DNA sensor was developed by integrating the
electrocatalysis of porphyrinic MOF with a triple-helix mole-
cular switch for signal transduction.'”® Hemin has also been
encapsulated into Fe-MIL-88 (hemin@MOF) and applied as a
redox probe for thrombin with the aid of an enzyme for signal
amplification. Hemin is a well-known natural mellaoporphyrin
with electroactivity owing to the Fe™/Fe™ redox couple, but
suffers as a catalyst from limited catalytic lifetime. Its incor-
poration into the host MOF matrix improved its stability,
enabling the fabrication of devices from gold nanoparticles
functionalised with hemin@MOF.**”

This journal is © The Royal Society of Chemistry 2016
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3.7 Multifunctionality: the interplay between redox activity
and magnetism

Magnetism in MOFs is a relatively well-studied genre.">® The
prospect of developing cooperative materials where the mag-
netic properties can be manipulated via redox state changes has
attracted relatively limited attention.

The magnetic properties of Hoffman clathrate materials
such as [Fe(pyrazine){Pt(CN),}] change markedly depending
on the redox state of the Pt."° The iodine adduct
[Fe(pyrazine){Pt""™(CN),(1),}], prepared by oxidative addition
of iodine to the open metal sites of Pt", raised the Curie
temperature (7.) by 100 K. Control of the iodine content
(n = 0.0-1.0) resulted in systematic modulation of T. in the
range 300-400 K, showing that the spin transition temperature
could be controlled between low and high spin states for
magnetically bistable systems.

Systems involving synergistic magnetic and electronic proper-
ties are particularly interesting, especially cases where local spins
and itinerant electrons interact.'®® For the conducting MOF
[(NBu,)Fe}(dhbq);], the reduced framework [Nago(NBuy); sFey"
(dhbq);] exhibited significantly different conducting and mag-
netic properties.®® In particular, the magnetic ordering tempera-
ture was found to increase in the reduced framework which was
a relatively harder magnet due to the additional ligand radical
spins which coupled antiferromagnetically to the Fe™ centres.

Frameworks based on mixed-valence Ru™™" paddlewheels
bridged by polycyanide ligands such as TCNQ and its derivatives
also exhibit a wide range of redox-dependent properties including
antiferromagnetic coupling, long range ferromagnetic ordering
and magnetism,'®* %3

These handful of examples, whilst limited in number, demon-
strate the enormous future potential that exists for exploiting the
different redox states of MOFs to tune magnetic properties of
relevance to the development of new magnetoelectric devices for
data storage applications, amongst others.’>*

4. Conclusions

Redox-active MOFs offer the prospect of accessing multiple
tunable properties within a given material through manipula-
tion of the redox state. Given the enormous recent strides in the
area of conducting frameworks,***> routes towards the imple-
mentation of these materials at the technological and industrial
scales are on the horizon.**” The majority of work in the area of
redox-active MOFs to date has been focused on bulk synthesis
and characterisation, however tremendous advances have been
made recently in interfacing MOFs with surfaces, including
conductive substrates.”® These methods permit spatial control
over the framework film architecture and thus the pore system,
enabling the potential anisotropic properties of a framework to
be exploited for directional charge transport.

At the fundamental level, the development of new computa-
tional methodologies to understand the mechanisms of charge
transfer in MOFs is gaining momentum. Surface-anchored MOFs
have already proven to be particularly relevant in this context.'*>
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Clearly, there is a need for joint experimental, computational and
theoretical approaches to explore redox activity. The highly
ordered MOF scaffold provides unprecedented opportunities to
explore deeply fundamental aspects of charge transfer in three-
dimensional coordination space. These understandings promise
to shed new light on aspects of charge migration in solar cells,
for example, which lie at the heart of renewable clean energy
technologies.'®*

Many significant challenges remain, however, and redox-
active MOFs represent a fertile ground for chemists, physicists
and engineers to unite their efforts. For the experimental
chemist, the ongoing challenge lies in the often serendipitous
nature of framework discovery. Nevertheless, principles of
‘crystal engineering’ are instructive in aiding the design of
materials."®® A particularly valuable pursuit in this regard
is the development of isoreticular series of MOFs which enable
systematic modulation of guest species in host MOFs. Ulti-
mately, elucidating structure-function relationships will enable
redox-active MOFs to be developed with desired practical
functionality. Few systematic studies of this type exist at
present; however, if the correct balance of redox-active compo-
nents can be achieved (in terms of both their electronic and
structural characteristics), potentially new fundamental charge
transfer phenomena in MOFs may be realised. To date, results
in this area suggest that historically important charge transfer
theories such as classical and semiclassical theories for organic
and inorganic mixed-valence complexes,*> and CT theory for
organic donor-acceptor salts,>® may be useful for understanding
charge transfer in coordination frameworks.

One caveat to note here is that defects are likely to play a
crucial role in dictating the ensuing electronic properties. This
issue has been discussed recently and methods are currently
under development to control (and exploit) defects.'®>"®”
Significant efforts are required in this area, with combined
experimental and computational approaches being a key strategy
moving forwards.

Additional challenges and opportunities exist for the experi-
mental chemist including understanding the electrochemistry
of porous solids'® and developing methods to modulate redox
activity using external stimuli (light, pressure, electrical
potential, etc.). While solid state spectroelectrochemical methods
have proven to be valuable,”®* they are problematic when the
porosities are low and redox processes are likely to be confined to
the surface of MOF particles.

At the applied level, there is significant interest in the
integration of redox-active materials into device architectures.
Gaining real-time information about the properties of the
different redox states (e.g., their optical properties via spectro-
electrochemical methods) is valuable here. In particular, it is
important to ascertain the structural integrity of a material over
repeat redox cycles, especially for practical applications.

Despite a number of crucial challenges for redox-active
MOFs at both the fundamental and applied levels, their struc-
tural characteristics are highly advantageous. Coupled with
new directions in achieving conductivity in these materials,
enormous future potential exists to revolutionise a number of

8968 | Chem. Commun., 2016, 52, 8957-8971
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fields, particularly those relating to clean energy technologies
(fuel cells, batteries, electrocatalysts and solar cells, amongst
others).***

List of acronyms for ligands
(alphabetical order)

aqdc 2,7-Anthraquinonedicarboxylate

bdc 1,4-Benzene dicarboxylate

bdc-NH, 2-Aminobenzene-1,4-dicarboxylate

bht Benzenehexathiol

bpdc 4,4’-Biphenyl dicarboxylate

bpy 4,4'-Bipyridine

2,2'-bpy 2,2’-Bipyridine

btb 1,3,5-Benzene tribenzoate

btc 1,3,5-Benzene tricarboxylate

CBPQT*" Cyclobis(paraquat-p-phenylene)

Cp* Pentamethylcyclopentadienyl

DBMBI N,N'-Di-(4-pyridylmethyl)-1,2,4,5-
benzenetetracarboxydiimide

DCNQI N,N’-Dicyanoquinonediimine

dcppy 2-Phenylpyridine-5,4’-dicarboxylate

dhbq>?~ 2,5-Dioxidobenzoquinone/1,2-dioxido-4,5-
semiquinone

dobdc 2,5-Dioxido-1,4-benzenedicarboxylate

DPNI N,N'-Di(4-pyridyl)-1,4,5,8-
naphthalenetetracaboxydiimide

dsbdc 2,5-Dithiolatebenzene

Fc Ferrocenyl

Fede 1,1’-Ferrocene dicarboxylate

hitp 2,3,6,7,10,11-
Hexaiminotriphenylenesemiquinonate

H,TBAPy 1,3,6,8-Tetrakis(p-benzoic acid)pyrene

ndc 2,6-Naphthalene dicarboxylate
N,N'-Dicyanoquinodiimine

NDI 1,4,5,8-Napthalene tetracarboxydiimide

pbda 3-(Pyridine-3-yloxy)benzene-1,2-dicarboxylate

pdt Pyrazine-2,3-dithiolate

TCNQ 7,7,8,8-Tetracyanoquinodimethane

tepp 5,10,15,20-(4-Carboxyphenyl)porphyrin

TTF Tetrathiafulvalene

TTFTB Tetrathiafulvalene tetrabenzoate

TTFTC Tetrathiafulvalene tetracarboxylate
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