ROYAL SOCIETY

OF CHEMISTRY

CrystEngComm

View Article Online
View Journal | View Issue

Photodimerisation of the a'-polymorph of ortho-
ethoxy-trans-cinnamic acid occurs via a two-stage
mechanism at 343 K yielding 100% a-truxillic
acidt
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Three different polymorphs of o-ethoxy-trans-cinnamic acid (OETCA) are known to behave quite differ-
ently when irradiated with ultraviolet light. While the o and B polymorphs photodimerise to yield ethoxy-
truxillic acid and ethoxy-truxinic acid respectively, the y polymorph is unreactive. A fourth polymorph, o',
can be obtained by heating the o polymorph to 333 K and stabilising it by partially reacting it. This poly-
morph contains two distinctly different reaction sites in a 2:1 ratio. Irradiation of the stabilised o' poly-
morph at 293 K yielded an ordered single crystal product that went to 67% completion (corresponding to
the ratio of the different reaction sites). Here we report on the reaction of the o/-polymorph at a higher
temperature, 343 K, which now occurs in two separate stages. In stage 1, only molecules in one of the sites
react (in a single-crystal-to-single-crystal manner in a similar way to that of the 293 K reaction). In stage 2
the crystal undergoes a phase transition to a polycrystalline phase in which molecules in the second site
react, driving the reaction to 100% completion. The powder X-ray diffraction pattern of the final product
corresponds to the calculated pattern of the recrystallized ethoxy-truxillic acid photodimer. Examination of
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DOI: 10.1039/c6ce00809g close contacts in the crystal structure after stage 1 of the reaction, and using lattice energy calculations to

evaluate different arrangements of molecules in the crystal after stage 1, reveals that the reaction occurs in
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Introduction

Organic solid-state reactions, including the first observation
of the photodimerisation of cinnamic acid into o-truxillic acid
in 1895, were investigated by a number of eminent chemists
in the second half of the 19th century, as elegantly docu-
mented by Roth in his review of the history of organic photo-
chemistry." The [2 + 2] photocycloaddition is recognized as
being one of the most important and frequently used photo-
chemical reactions, as detailed in an extensive recent review
that includes a more general survey of the dimerisation of
cinnamic acids.> Solid-state dimerisation, including the ‘crys-
tal engineering’ of topochemical reactions involving different
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an ordered and cooperative manner even though the product solves as a disordered structure.

alkenes and also involving metal organic frameworks, has
been discussed in other reviews.**

In the 1960s Schmidt and Cohen published a series of ar-
ticles on the [2 + 2] photodimerisations of a range of
trans-cinnamic acids® which led to the formulation of
Schmidt's celebrated topochemical principles in 1971 ie.
solid-state reactions occur with minimal atomic motion if the
reacting groups are within 4.2 A from each other.® In a recent
commentary by Williams” on the question of mechanical
properties as a relatively new way to understand solid-state
reactions, he notes that although topochemical, the reactions
hardly ever occur in a single-crystal-to-single-crystal (SCSC)
fashion. Decades after Schmidt's pioneering work,
Enkelmann et al. (1993)® discovered that SCSC reactions were
indeed possible using ‘tail absorption’, and demonstrated
the progressive SCSC structural change of a-trans-cinnamic
acid to the head-to-tail a-truxillic acid dimer. They later con-
firmed their discovery® after criticisms of errors in their struc-
ture of polymorph II, the product of the one-phase solid-state
reaction.

However, many examples have been found to contravene
these principles, where molecular crystals were unreactive de-
spite the reactive groups being closer than 4.2 A, whilst
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others reacted even though the reactive groups were beyond
the 4.5 A limit. Kaupp, using primarily atomic force micro-
scopic (AFM) data, postulated that many solid-state organic
reactions were in fact accompanied by large movements of
the molecules.'® He proposed a three-step solid-state reaction
theory'® involving phase rebuilding, phase transformation
and crystal disintegration, disagreeing with Schmidt's
topochemical idea. Therefore some phototransformations in-
volve large structural changes, seemingly impossible to take
place in a SCSC fashion. However, such molecular transfor-
mations can occur through the motion of a pair of molecular
fragments in a way that is analogous to the pedal motion of a
bicycle."* The contemporary use of the term SCSC, its short-
comings and other possible interpretations of results were
also recently highlighted by Halasz."

Another important concept introduced in the early studies
of organic photochemistry was that of a ‘reaction cavity’, a
flexible space facilitating the reaction."®'* However, as noted
in our previous work,"” the movement of bulkier groups,
such as the o-ethoxy group, and larger separations between
the C=C bonds can actually expedite the required
rearrangement to the truxillic acid. It has been noted in other
cases that photodimerisation is accompanied by a large shift
of one of the substituents on the reacting molecules, such as
the 180° flip of the light sensitive host in the [4 + 4]
dimerisation of pyridinones in a host-guest complex."®
Turowska-Tyrk's research group has described'” how struc-
tural transformations in crystals are induced by both radia-
tion and pressure, where in some cases UV radiation causes
structural changes in crystals even though no photochemical
reaction occurs, including degradation of crystallinity, a fea-
ture not often emphasized sufficiently in these studies. The
importance of the decrease of crystal diffracting power after
molecular crystals have been heated or exposed to UV radia-
tion has also been noted by them.'® Other important mecha-
nisms in SCSC reactions, such as cooperativity and feedback
resulting from changes in intermolecular interactions during
Diels Alder reactions were described by one of us previ-
ously."® This point was also noted by us in a study of the
thermal Diels Alder dimerisation of bis-(N-allylimino)-1,4-
dithiin and 9-bromoanthracene, which shows both
topochemical and topotactic behavior.>

Numerous other studies of the photodimerisation of
cinnamic acids or their derivatives have been undertaken in
the past few years.”’® A recent study by Mishra and co-
workers®” examined the crystal chemistry and photomechani-
cal behavior of two polymorphs of 3,4-dimethoxycinnamic
acid using nanoindentation. Their results indicate that where
molecular movement is facile (in the triclinic form I), gross
changes in mutual orientations lead to slower reaction and
lower final yields. Conversely, the photoreaction in the mono-
clinic form II is slower with higher yields, and probably
governed more by ‘Schmidt-type’ topochemistry.

In this work we investigate the role of increased tempera-
ture on the solid-state reactivity (photodimersation) of the
fourth polymorph'® of o-ethoxy-trans-cinnamic acid (OETCA),
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o/, in terms of rate, yield and reaction mechanism. The o’
polymorph is obtained by a reversible phase change from the
o polymorph at 333 K. Partially reacting this crystal stabilises
the a'-polymorph preventing the reverse phase change to the
o polymorph. The relationship between all polymorphs is
shown in Scheme 1. While the o polymorph contains a single
reaction site®® the o’ polymorph has two different reaction
environments (referred to as the AB and CC sites which are
present in a 2:1 ratio),>® allowing us an opportunity to study
the effect of these on the material's solid-state reactivity as
well as any possible cooperative effects. Molecules in the AB
are pseudo-centrosymmetrically related with the distance
between the reacting C=C bonds being less than 3.6 A. By
contrast, molecules in the CC sites are centrosymmetricallly
related to each other, but the distance between the poten-
tially reacting C—=C bonds is around 4.8 A. Consequently,
according to Schmidt's criterion® molecules in the AB site
should react while those in the CC site should not. In a previ-
ous paper we reported on the photodimerisation of the o'
polymorph at 293 K (Scheme 1b)."> Here we report on the ef-
fect of irradiating the o’ polymorph with UV light at 343 K
(Scheme 1c).

Experimental

An extended experimental description can be found in the
ESL}

OQETCA

Crystallisation from ethyl acetate

~—Z o rnz=2

<333K Tl > 333 K (Phase change)

2,2'-diethoxy-a-truxillic acid

(a)

a'e1z=6 .

'
343K lUV :
'

a' . 293K '
(Stabilised) —— 1
uv

343K lUV

Reaction at 343 K

(c)

Scheme 1 Different reaction pathways which can be explored starting
from the o polymorph of OETCA; a) reaction product from the o
polymorph;® b) 293 K reaction product of the a’ polymorph (obtained
by phase transition of the o polymorph at 333 K);*>2° ¢) reaction of the
o’ polymorph at 343 K (this work).

This journal is © The Royal Society of Chemistry 2016
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Crystallisation and solid-state reaction

Crystals of the a-polymorph were grown by slow evaporation
from a saturated solution of OETCA in ethyl acetate to yield
prism-like crystals. A sample of these was then placed on a
Kofler hot stage at 343(3) K leading to a SCSC phase transfor-
mation to the o'-polymorph which was then exposed to UV
light. Crystals were then extracted from the hot stage at 6 hour
intervals and analyzed by single crystal X-ray diffraction
(SCXRD). Data sets were collected after 6, 12, 18, 24, 36, 48, 60,
72 and 120 hours of UV exposure (all on different crystals), and
are referred to as structures 6 h to 120 h in the remaining text.

Crystal structure solution and refinement

Where possible, crystals were chosen according to their ability
to uniformly polarize light under a microscope, and then exam-
ined using SCXRD. This approach was successful for crystals
which had been exposed for 24 hours or less. The surfaces of
crystals which had been exposed for longer periods of time be-
came white with longer reaction times. This was presumably
due to reaction and phase transition (stage 2) at the surface in
competition with SCSC reaction in the body of the crystals.
These were also examined under a polarizing microscope but
had to be cut in order to extract fragments suitable for a SCXRD
study. Intensity data for crystals were collected at 173 K on a
Bruker SMART 1K CCD area detector diffractometer with graph-
ite monochromated Mo Ko radiation. Software used in this
work were as follows: data collection: SMART;*® cell refinement
and data reduction: SAINT:*' structure solution and refinement:
SHELX-2014;*> molecular graphics: ORTEP-3,>* SCHAKAL-99,**
VMD-1.91, and CrystalExplorer-3.1;>° software used to prepare
material for publication: WinGX-2014.1 (ref. 37) and PLATON.*®
The labelling system used in our two previous papers in-
volving the o polymorph - namely on the formation of the
o' polymorph by phase transition from the o polymorph,*
and the photodimerisation of the o' polymorph at 293 K
(ref. 15) - has been retained (Fig. 1a). In crystals where the
AB predimer pair (made up of molecules A and B) has
photodimerised, the photodimer has been labelled as the
DE product where D and E were the original A and B mole-
cules respectively (Fig. 1b and 3). Structure solutions of the
a/-polymorph exposed for more than 24 h (67% conversion of
AB predimer) indicate that the DE product molecule changes

A F
C B|(—> C — | C G
A F

(@) (b)

a (c)
Fig. 1 Schematic representation of the labelling system used to
describe the different molecules during the photodimerisation; (a)
molecules in the monomer structure; (b) photoproduct (DE) derived
directly from the A and B monomers; (c) photoproduct FG after
conformation change from DE in the solid-state. Molecule C remains
unreacted during stage 1.
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conformation during the course of the reaction to an alterna-
tive conformation that we have labelled as the FG conformer.
Here the F and G labelled atoms were the original A and B
molecules, respectively (Fig. 1c and 3). Crystallographic data
for crystals at various reaction times are given in Table S1 in
the ESL}

Calculations

Intramolecular energies for DE, FG and C molecules were cal-
culated with M06-2X*°/6-311G(d,p) using Gaussian-09.*° Lat-
tice and molecule---molecule interaction energies were calcu-
lated using the August 2014 version of AA-CLP.*"

Results and discussion
Reaction by UV radiation

The overall reaction scheme for the o'-polymorph is shown in
Fig. 2. The photodimerisation of molecules in the o/'-polymorph
at 343 K can be thought of as taking place in two stages:

i. In stage 1 molecules A and B photodimerise to form the
DE product (see also Fig. 3b). As the reaction proceeds be-
yond 67% conversion, some of the DE product undergoes a
conformational rearrangement to the FG conformation (see
also Fig. 3c). At the end of stage 1, when all the molecules in
the AB reaction site have reacted, the photodimerisation
product (DE) and its conformer (FG) occupy the former AB re-
action site in an almost 1:1 ratio. Molecule C does not react
during this stage. This process was monitored by SCXRD.

ii. The second stage involves a combination of conforma-
tional and phase transformations in the crystal enabling mol-
ecules in the CC (unreacted) site to dimerise yielding 100%
of the photodimer (100% photoreaction). Due to the degrada-
tion of the crystals during the transformation processes (crys-
tals become completely white and brittle), this stage cannot
be monitored by SCXRD, and so other techniques such as
powder diffraction must be used.

Details on the solid state reaction will therefore be presented
in two parts - each concentrating on one of the two reaction
stages described.

Stage 1

Rate of conversion, unit cell parameter and selected inter-
molecular distance changes as determined by SCXRD. Unit
cell diagrams as projections down the a axis, at various times
during stage 1, are shown in Fig. 3 and 4. AB and CC reaction
sites are also indicated. Molecule C of the CC reaction site re-
mains unreacted in the bulk of the crystal during stage 1 as
the distance between C—C bonds in molecules making up
the CC site is around 4.8 A (see ref. 29 for a detailed descrip-
tion) and hence too far for a photodimerisation reaction to

A A i pE A 4 DE+FG DE +FG
B B —» B —> Qrocryst
c c w c wv c uw

Stage 1

Fig. 2 Overall reaction scheme for the o’ polymorph at 343 K.
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Fig. 3 Changes in the unit cell contents (viewed down the a axis) of the
o' polymorph (P1, Z = 6) with UV exposure time; (a) the o’ polymorph at
343 K showing the AB and CC reaction sites; (b) the unit cell after 6 to
24 hours (12-67% conversion) of UV exposure; (c) after 30 to 48 hours of
UV exposure the AB site is occupied by the A and B molecules, the DE
product and an alternate conformer of the product designated FG; (d)
the final stage 1 product crystal (see Fig. 4) containing the DE and FG
conformations of the product as well as the unreacted C molecules. At
this point the crystal starts undergoing a phase change (stage 2), forming
a phase that allows the C molecule to react.

Fig. 4 The AB reaction site before reaction and after 48 hours of UV
exposure; (a) the AB predimer; (b) after 48 hours of UV exposure
showing the remaining reactant molecules, the DE (or direct)
photodimer and FG conformer; (c) the DE photodimer; (d) the FG
conformer. The relative orientation of the ethoxy groups is maintained
in the DE photodimer while in the FG conformer the ethoxy groups
point in the opposite direction to those in the parent AB predimer.

take place. The distance between the C—=C bonds in the AB
site is within 3.6 A. Consequently, only the progress of the
photodimerisation during stage 1 and not the reaction as a
whole is shown in Fig. 5 and discussed in the text in terms of
site occupancy factor (SOF) of the molecules in the AB site.
We have previously reported on the reaction of the o’ poly-
morph at 293 K (ref. 15) and will make comparisons with the
reaction at 343 K as there are many similarities and differ-
ences. The photodimerisation of the o' polymorph at 343 K
initially (6 to 24 hours of irradiation, 12 to 67% monomer con-
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Fig. 5 Graph of site occupancy (SOF) versus time for each component
in the AB reaction site.

version in the AB site) follows a similar path as at 293 K in
that the photodimerisation occurs only at the AB site and only
the DE (or direct) photoproduct is obtained at this point (reac-
tion at 293 K effectively only involves the processes shown in
Fig. 3a and b with the product crystal being composed of an
ordered arrangement of DE and C molecules; the reaction oc-
curs in one stage and there are no obvious side reactions). Af-
ter 24 hours of irradiation (67% conversion in the AB site) the
two reaction paths start to diverge. After 24 hours of irradia-
tion at 343 K, the DE molecules start undergoing a conforma-
tional change in the solid state, forming the FG product (or
conformation; Fig. 3c and d and 4) with monomer molecules
still present at this point. The occupancy of DE molecules in
the AB reaction site increases with reaction time reaching a
maximum after 36 hours (83% conversion) and then decreases
to a final site occupancy of 0.55 (55% conversion; Fig. 5). By
contrast the FG conformer of the photodimer starts forming
after 24 hours of irradiation to reach 45% conversion after all
of the monomer molecules in the AB site have reacted
(Fig. 3d).

The occupancy ratio of DE to FG molecules in the final stage
1 product is 0.55:0.45. Structure solutions of crystals that had
been irradiated for 72 hours (72 h) and 120 hours (120 h) indi-
cate that this ratio does not change. Upon closer examination
this almost 1:1 ratio between the DE and FG component has
structural implications which will be discussed later. A plot of
In(SOF) versus time for the monomer is linear indicating that
the reaction is probably first order, suggesting that changes in
the crystal environment during the reaction have minimal effect
on the rate of reaction (Fig. S17).

Plots showing changes in unit cell parameters with respect
to dimer formation (sum of DE and FG occupancies) in the
AB site are shown as solid lines in Fig. 6. Corresponding data
from the photodimerisation study at 293 K are superimposed
as dotted lines. In contrast to the reaction at 293 K, the unit
cell parameters change dramatically as the reaction proceeds
at 343 K. Initially, the reaction at 343 K is structurally equiv-
alent to that at 293 K but deviates significantly after 67%
conversion has been reached. This is a consequence of the
conformational changes occurring in the crystal during the
reaction. The plots indicate that the a axis contracts by

This journal is © The Royal Society of Chemistry 2016
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Fig. 6 Changes in unit cell parameters with respect to photodimer
formation (sum of the site occupancies of DE and FG conformers; see
Fig. 5) in the AB reaction site. Corresponding data from the
photodimerisation study at 293 K (ref. 15) are superimposed as dashed
lines (see text for details).
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0.27 A (3.1% compared with 3.9% at 293 K) in an apparently
linear manner as the reaction progresses. By contrast the b
axis expands, slowly at first, then abruptly after about 80%
conversion. The total change is 0.38 A (3.5%) with most of
the change (0.34 A; 3.1%) occurring after 67% conversion.
The c axis initially expands by 0.11 A (0.64%) until the dimer
occupancy reaches 67% then contracts from this point by
0.31 A (1.8%). The total change in the ¢ axis is 0.20 A (1.1%).
Interplanar unit cell angles (« and y; the o’ polymorph being
a layered structure) change significantly during the course of
the reaction. Initially they follow very similar paths to those
at 293 K but deviate significantly once 67% conversion has
been achieved. The « angle increases by about 13.59° (14.7%)
or 6.30° more than at 293 K. The y angle decreases by 8.061°
(7.16%) or 5.89° more than at 293 K. Both the « and § angles
end up at around 105° once the molecules in the AB site have
fully reacted. By contrast the § angle, which lies in the rela-
tively incompressible molecular plane containing the phenyl
groups, changes by only 0.52° (0.56%). As at 293 K, cell vol-
umes decrease as the reaction proceeds but do not reach an
equivalent minimum. The largest difference between the
starting volume and final volume is -13.9 A® (-0.93%) for re-
action at 343 K while it is —24.3 A® (-1.6%) at 293 K. The
larger cell volume for crystals irradiated at 343 K (Fig. 6) is
probably a consequence of the molecules being disordered
leading to less efficient packing.

These large changes in the unit cell parameters are a conse-
quence of changes in the AB reaction site, as the molecules
in the site have to adapt to the shape of the photoproduct
and its conformer as the reaction proceeds in order to main-
tain crystal integrity. In addition the geometry of the CC site
will also be affected by changes in the AB site. However, de-
tailed analysis of the crystal structures indicates that the rela-
tive distances between the reactant molecules in the AB and
CC sites change by less than 0.2 A during the course of the
reaction until 80% conversion is achieved, while at the same
time the relative orientation of the molecules changes by less
than 5°. These changes are similar to those occurring at
293 K. Larger changes occur after 80% conversion as the crys-
tal anneals towards the final stage 1 product, but none of
these provide any direct indication for how the conformation
from the DE to FG product might occur even though the con-
formational change predominantly occurs after 80% conver-
sion. A detailed description of the structural changes occur-
ring in the AB and CC sites can be found in the ESLf

Molecular structure

ORTEP diagrams of the stage 1 product crystal at 343 K are
shown in Fig. S2.f The ORTEP diagrams for molecules DE
and FG (Fig. S2b and cf) reveal that while most ellipsoids are
spherical and well behaved those of the D ethoxy group
(021D, C21D and C22D) in the DE conformer are quite large.
This feature is present in the structure solutions after 48, 60
and 72 h of UV exposure, and may provide a clue to the ori-
gin of the conformation change as well as the phase change
in stage 2 of the reaction process. Due to the o' polymorph

CrystEngComm, 2016, 18, 7363-7376 | 7367
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having two reaction sites, one photo-reactive and one photo-
stable (in stage 1) at 343 K, it is possible to monitor the
change in conformation of molecule C as a result of stresses
caused by the reaction process. Measuring the r.m.s. (root-
mean square) deviation from planarity for C molecules at var-
ious reaction times indicates that it increases steadily from
0.065 A after 6 hours (structure 6 h; 12% conversion) of UV
exposure and reaches a maximum of 0.107 A after 48 hours
(structure 48 h; 92% conversion). The r.m.s. deviation from
planarity then drops to 0.103 A after 60 hours (structure 60 h;
100% conversion) of reaction. The deviation from planarity is
due to changes in the conformation of the carboxylic and eth-
oxy groups in molecule C (Fig. 7). The superimposition
shown in Fig. 7 indicates that the conformation of the ethoxy
group (C21C and C22C) changes in a regular manner in mol-
ecule C as the reaction proceeds. The position of C22C un-
dergoes a total change of about 0.81 A during the reaction.
The conformation of the carboxylic acid group also changes
in a regular manner up to a conversion of 92% (48 hours of
irradiation). The total change in the C13C position is about
0.37 A at this point. The carboxylic acid group then moves
about 0.20 A (more than half way) back towards the starting
position when 100% conversion has been achieved (60 h of
irradiation). Since the carboxylic acid is hydrogen bonded to
dimer molecules in the AB reaction site, this indicates that
large changes occur in the structure of the AB site (and crys-
tal) as the reaction nears completion. Calculating the intra-
molecular energy of the C molecule in all the reacted crystals
using M06-2X°°/6-311G(d,p) indicates that the difference be-
tween the lowest energy conformation (molecule C in 18 h)
and the highest energy conformation (molecule C in 48 h) is

a) 60h
c22¢c
cac
csc<’ - |0.81A
s 021¢
c12¢ ouc“//]:: (blue) & 12h (red) l
011C o <« 24h (orange) & 60h (green)
> «—— 36h (cyan) & 48h (gold)
0504 1 = 6h to 48N (C130): 0.37 A
48h to 60h (C13C): 0.20 A
b) 3 :
A
25 | 89.9% ]
219% 100 %
a J
. BPd
° 124% A
E 100 %
E 18 |
k4
§ 1 66.9 % |
2 A A
W oos5t 82.8 % ]
46.8%
ot A 1
05 . . . . A . .
0 10 20 30 40 50 60 70
Reaction time / Hours
Fig. 7 (a) Superimposition of C molecules from the 6, 12, 18, 24, 36,

48 and 60 h structures by least squares fit of corresponding phenyl
(C1C-C6C) atoms. (b) Relative energies of the C molecules at different
reaction times. Indicated next to each point is the degree of
conversion in the AB site.
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only about 2.74 kJ mol™", with the energies of the C mole-
cules in the other structures being between these values
(Fig. 7b). The reaction therefore has a very small effect on the
energy of the C molecule. However, the distribution of ener-
gies in Fig. 7b allows one to use molecule C as a barometer
to gain speculative insight into the pressure experienced by
molecules within the crystal at different levels of conversion.
At low conversion (points associated with 12.4 and 21.9%
conversion), the photodimer has to fit within the structure of
the monomer and as a result creates stress within the crystal.
Consequently molecule C adopts a higher energy conforma-
tion. DE is also unable to convert to FG at this point. During
the intermediate stages of the reaction (points associated
with 46.8, 66.9, and 82.8% conversion) molecule C adopts the
lowest energy conformations suggesting that the crystal is
now flexible (presumably due to space created by the reac-
tion) enough to allow the molecule to relax. Coinciding with
this is the DE to FG conformational change discussed earlier.
As the reaction nears completion (89.9% conversion and
above) the energy of the C molecule suddenly reaches a maxi-
mum (coinciding with the large changes in the cell parame-
ters shown in Fig. 6), but decreases in energy as the reaction
nears completion and the crystal adapts (anneals) towards
the final stage 1 product structure.

Upon undergoing a photodimerisation reaction in the AB
site, the DE photodimer retains a very similar conformation to
the AB predimer (Fig. 4). Most torsion angles for molecules A,
B, C, and the DE photodimer differ by less than 20° (Table 1).
This similarity is understandable as the dimer product has to
fit within the reaction cavity containing the substrate A and B
molecules and is therefore derived from the geometric relation-
ship between the A and B molecules. The FG conformation of
the product differs mainly by a rotation around the C1-C11
bond leading to the ethoxy group pointing in a direction oppo-
site to that in the DE conformer (Fig. 4). This results in the eth-
oxy group lying below and above the cyclobutane ring in the FG
conformer instead of pointing away from the cyclobutane ring
as in the DE conformer. The difference in the C2-C1-C11-C12
torsion angle between the DE and FG conformer is about 140°
(Table 1). In addition there is also some rotation around C12-
C13 causing the relative orientations in the carboxylic acids to
differ by about 38° between the DE and FG conformers.

Table 1 Selected torsion angles for molecules A, B and C, and the DE
and FG photodimers

Molecule® C2-C1-C11-C12 011-C13-C12-C11 012-C13-C12-C11
A -177.8 (2) 179.4 (2) -1.2 (4)
B -172.8 (2) -174.2 (2) 6.0 (4)
C -176.9 (2) -175.92 (19) 4.9 (3)
D -164.5 (4) -168.3 (6) 16.6 (11)
E 167.9 (8) 173.4 (13) -9.7 (18)
51.8 (6) 159.0 (12) -24 (3)
G -55.8 (12) -157.0 (18) 22 (2)

“ Data for molecules A, B and C were obtained from structure 6 h.
Data for molecules DE and FG were obtained from structure 60 h.
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The conformation of the DE and FG molecules from struc-
tures 48, 60 and 72 h were compared by least squares super-
imposition to the DE product obtained by reaction at room
temperature (293 K; labelled r48 h in the remaining text)'® as
well as the photodimer obtained after recrystallisation from
solution (2,2'-diethoxy-o-truxillic acid structure published by
Gopalan and Kulkarni in 2001;** CSD** refcode XOSKEV).
The result of a superimposition of DE molecules from the 48,
60, 72 h and r48 h structures is shown in Fig. 8. The superim-
position indicates that the conformation of the DE molecule
is identical in structures at 60 and 72 h. The conformation of
the DE molecule from 48 h lies in between that of 60 h and
r48 h. The largest difference between r48 h and 60 h is in the
orientation of the phenyl ethoxy group, with the difference in
the position of C22D in the two structures being about
0.77 A. There are also differences in the orientation of the
carboxylic acid with the largest difference being the position
of O11E at about 0.31 A. The conformation of the rigid cyclo-
butane containing core of the molecule made up of carbon
atoms 1D, 11D, 12D, 13D, 1E, 11E, 12E and 13E does not vary
much among the four structures.

The result of a superimposition of FG molecules from the
48, 60 and 72 h structures, as well as the photodimer obtained
after recrystallization from solution (XOSKEV), is shown in
Fig. 9. The superimposition indicates that the conformation of
the FG molecule is identical in structures 48, 60 and 72 h, and
very similar to XOSKEV. The largest difference in conformation
between these structures and XOSKEYV is again the orientation
of the phenyl ethoxy group. The maximum differences in atom
positions in the XOSKEV and other structures is about 0.41 A
for the ethoxy groups and 0.29 A for the carboxylic acid
groups. The differences in the molecules are an indication of

60h & 72h

a) b)

Fig. 8 Two different views of the superimposition of the DE photodimer
molecules from the r48 h (final DE product crystal structure after 48 h
reaction at 293 K), 48, 60 and 72 h structures.

48h, 60h & 72h

a) b)

Fig. 9 Two different views of the superimposition of FG photodimer
molecules from XOSKEV (recrystallized photodimer), 48, 60 and 72 h.
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the effect of packing forces on molecular conformation, with
molecules obtained under the most different conditions show-
ing the largest structural differences.

Hydrogen bonding

The asymmetric unit of 60 and 72 h (the final stage 1 product
crystals) contains three molecules capable of hydrogen bond-
ing, potentially forming the following hydrogen bonded
string of molecules: C---DE---DE:--C or C---FG---FG---C or
C---DE---FG---C. Graphical comparison of hydrogen bonding
involving these different combinations of molecules is shown
in Fig. 10. Though distorted, the hydrogen bonding geometry
between molecule C and both conformers of the

a)

b)

c)

d)

e)

Fig. 10 Graphical comparison of hydrogen bonding involving different
combinations of molecules in the asymmetric unit of d60 h showing
two different views for each; (a) and (b) DE: DE; (c) and (d) FG:FG; (e)
and (f) DE: FG.
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photoproduct, DE and FG, is typical of carboxylic acids, with
an average D---A distance of 2.63 A (Table 2). By contrast, DE
molecules do not form reasonable hydrogen patterns with
each other for two reasons:

i. The donor and acceptor oxygen atoms are too far from
each other. The D--A distance is 3.31 A which is very unusual
for OETCA (Table 2),

ii. The carboxylic acids are vertically and horizontally sepa-
rated (Fig. 10a and b) by a large distance.

The FG molecules also display unusual hydrogen bond ge-
ometry in that the carboxylic acid groups are horizontally
displaced from each other (Fig. 10c and d).

The last combination, FG hydrogen bonded to DE
(Fig. 10e and f), shows a reasonable (if distorted) hydrogen
bond geometry with reasonable D--*A distances. The
distorted geometry is probably an artefact of the disorder
model used to solve the structures as well as using calculated
carboxylic hydrogen positions during structure refinement
which further exaggerate the distortion. The geometry is,
however, not very different from the DE to DE hydrogen bond
geometry present in the 293 K product crystal (see 48 h in
ref. 15). Based on the above considerations the most likely
hydrogen bonded combination is C---DE---FG---C. This string
of molecules is also consistent with the arrangement of mole-
cules in the crystal (see crystal packing discussion below).
However, since from the structure refinements the DE : FG ra-
tio is 55:45, the C---DE---DE---C hydrogen bonded combina-
tion has to be partially present in 60 h. Hydrogen bond dis-
tances for the different geometries are given in Table 2.

In addition to the classical hydrogen bonding, 60 h is also
kept together by weak C-H---O interactions. As for the reac-

View Article Online

CrysttngComm

tion at room temperature (r48 h; final reacted crystal for the
reaction at 293 K),"* these are derived from the parent o
polymorph crystal and stabilize the final stage 1 product crys-
tal. However, since the predominant hydrogen bonded string
is C:--DE---FG---C, where the conformation of the FG mole-
cules disrupts the C-H---O hydrogen bond pattern, C-H---O
interactions do not play as large a role in stabilizing the
343 K structure. The C-H---O interactions between C mole-
cules do, however, still exist. These act to stabilize the assem-
bly of C---DE---FG---C molecules forming a ribbon down the
a axis similar to r48 h.

Crystal packing

Like the room temperature product crystal (r48 h), the stage
1 product crystal 60 h has features in common with its parent
crystal (Fig. 4a and d). The corrugated sheet structure and
the boundaries of the original ribbons in the o’ polymorph
can still be seen in the structure of 60 h (Fig. 11). Conse-
quently the structure and crystal packing of the 60 h can be
viewed as derived from its parent crystal. Whereas the hydro-
gen bonded OETCA dimer is the basic building block of the
o' polymorph, the hydrogen bonded string of molecules
made up of two C molecules and the two dimer molecules
(C---DE‘-FG'--C; Fig. 10e and f; see hydrogen bonding sec-
tion) can be viewed as the basic building block of 60 h. These
hydrogen bonded units are then further assembled via C-
H---O interactions (derived from the monomer crystal) to
form a new ribbon running down the a axis. These ribbons
are then held together by other weak interactions to form a
layer of molecules. The upper and lower parts of the hydro-
gen bonded units can be thought of as defining the limits of

Table 2 Hydrogen bond geometry (A, ) in 60 h, r48 h,*> 6 h, the ¢, 8 and y polymorphs,?® and the a-photodimer (CSD refcode XOSKEV).*? Symmetry

codes: () [-x + 1, -y, -zl (i) [-x+2, -y + 1 -z+1; (V) [-x+ 2, v, z+ 1, W) [.x + L, -y, =z + 3]; (vi) [-x + % -y + 7/2, —z]; (vii) [-x - 1, -y, Z]

Structure D-H---A D-H H---A D---A <D-H---A
60 h 011D-H1D---O12F 0.84 1.82 2.610(6) 156
60 h O11F-H1F---012D" 0.84 1.85 2.659(9) 160
60 h O11C-H1C -O12E" 0.84 1.87 2.712(13) 176
60 h O11E-H1E---012C" 0.84 1.84 2.645(16) 160
60 h 011C-H1C--012G" 0.84 1.68 2.504(18) 166
60 h 011G-H1G--012C" 0.84 1.85 2.670(16) 165
60 h (unlikely) O11D-H1D---012D' 0.84 2.60 3.314(8) 144
60 h (unlikely) O11F-H1F---O12F' 0.84 1.65 2.313(6) 134
r48 h 011D-H1D--012D! 0.92(2 1.80(2) 2.7138(18) 169(2)
r48 h 011C-H1C--O12E" 0.87(2 1.80(2) 2.6619(18) 176(2)
r48 h O11E-H1E---012C" 1.00(2 1.64(3) 2.6350(18) 169(2)
6h O12A-H1A---O11A" 0.84 1.73 2.566(3) 170
6h O11C-H1C--012B" 0.84 1.80 2.622(3) 166
6h 011B-H1B---012C" 0.84 1.76 2.591(2) 168

a O11-H1la:--012" 0.84 1.80 2.637(2) 172

B 012-H110---011" 0.84 1.78 2.618(2) 177

y 011-H110---012" 0.84 1.80 2.6249(17) 165
a-Dimer (XOSKEV) 02-H2a---01"" 0.96(2) 1.67(2) 2.627(3) 174(5)
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Fig. 11 Crystal packing of the structure determined after 60 h of UV
exposure (67% conversion) at 343 K as viewed down the a axis.

a layer (marked with dotted lines in Fig. 11), which stack on
each other along the b axis.

Examining close contacts between the DE and FG mole-
cules (Table 3) in structures 48, 60 and 72 h provides good ev-
idence for an ordered arrangement of DE and FG molecules
in the crystals. Fig. 12 graphically represents a close contact
between DE molecules related by a centre of inversion on the
ac face of the unit cell in 60 and 72 h. Here the C22D---C22D
contact distance is about 3.13 A. This is about 0.5 A closer
than in 48 h (about 90% conversion; DE: FG ratio 67:25) and
r48 h (final 293 K product crystal; Table 3). No close contact
exists between DE and FG molecules when a FG is
substituted into one of the DE positions which implies that
an alternating relationship exists between DE and FG mole-
cules along the a axis. Examining the FG molecules for close
contacts indicates that there is an unreasonably close contact
between O12F and C22F (about 2.3 A; Fig. 13) as well as a
very close contact between 012G and C22G (2.85 A). Here the

Table 3 Selected DE:--DE and FG:--FG contact distances (A) from various
reacted crystals. Structure r48 h represents the product crystal from the
reaction at 293 K*°

72 h 60 h 48 h r48 h
FG---FG
O12F---C22F 2.305 2.295 2.408 —
012G---C22G 2.831 2.854 2.878 —
C13F---C13F 3.482 3.483 3.478
DE:--DE
C22D---C22D 3.159 3.134 3.600 3.648
C13D---C13D 4.355 4.360 4.121 3.874

©22D..C220

DE product

c
o

DE product

a) b)

Fig. 12 Close contacts between DE molecules; (a) view perpendicular
to the ac plane; (b) view down the a axis.
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C22F...012F

T [ i,
%‘\%@

FG conformer
C22G..012G
b

a) b)

Fig. 13 Close contacts between FG molecules; (a) view perpendicular
to the molecular plane; (b) view down the a axis.

FG molecules involved are related by translational symmetry
along the a axis. Testing an alternating arrangement of FG
and DE molecules along the a axis produces no close con-
tacts, which implies that an alternating arrangement exists
between DE and FG molecules down the a axis. The arrange-
ment of molecules that results from taking these consider-
ations into account is shown in Fig. 14. This is the most
likely local arrangement between molecules within a layer in
the 60 and 72 h structures. This arrangement also produces
the C---DE---FG---C string of molecules mentioned in the hy-
drogen bond section. It also indicates that there is a very
high level of cooperativity in the DE to FG conformation

a) F6 C FG C Fe c .
) o ¢

c)

Fig. 14 Different views of the alternating arrangement of DE and FG
molecules within a layer; (a) view down the a axis; (b) view approximately
perpendicular to the ribbon of molecules; (c) view down the ¢ axis. The
diagram in (c) indicates that the alternating arrangement of DE and FG
molecules form alternating stacks of DE and FG molecules, each stack
aligned along the c axis providing clues for possible conformational
change mechanisms.
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change. Hirshfeld surfaces and D; vs. D, plots*® for molecules
in the various arrangements are given in Fig. S3 in the ESL}
Included for comparison are Hirshfeld surfaces for the DE
molecule from the o’-polymorph reacted at 298 K (r48 h)
where the final product is ordered, as well as the FG mole-
cule after recrystallization. Very close contacts can be clearly
seen around the DE ethoxy groups in a hypothetical crystal
composed of C---DE---DE---C only (Fig. S3af). Very close con-
tacts are also present around the FG carboxylic acid and eth-
oxy groups in a hypothetical crystal composed of
C--'FG---FG---C only (Fig. S3dt). These close contacts mostly
disappear when the packing arrangement in Fig. 14 is consid-
ered (Fig. S3b and ef).

To confirm that this packing arrangement is energetically
feasible, lattice energy calculations were carried using AA-
CLP*' on a hypothetical crystal consisting of the packing ar-
rangement shown in Fig. 14 and compared with the lattice
energy of the previously room temperature product crystal
(r48 h). For the arrangement shown in Fig. 14 the lattice en-
ergy was found to be -167.5 kJ mol ', while the lattice energy
for r48 h was found to be -174.9 k] mol™* - a difference of
only 7.4 k] mol™". In fact the Coulombic, polarisation, disper-
sion and repulsion energy contributions to the lattice energy
are all about the same for the two structures: —41.8, —48.3,
-177.2, and 99.7 kJ mol ™" respectively for the arrangement in
shown in Fig. 16, versus -43.9, -47.8, -177.8, and 94.5 KJ
mol ™" respectively for r48 h. Part of the energy difference be-
tween the two structures comes from the higher repulsion en-
ergy in the Fig. 14 arrangement (about 5.2 k] mol™). Another
reason for the difference is that the molecule:--molecule
interaction energy (including the hydrogen bond) for the
DE---FG arrangement (-57.7 k] mol ") in Fig. 14 is much less
than the DE:--DE arrangement (-70.7 k] mol™) in r48 h - a
difference of about 13 kJ mol™". One reason for the higher en-
ergy of the DE---FG arrangement is that the hydrogen bond
geometry between these molecules is distorted due to approx-
imations introduced in the disorder model, even though it is
better than the alternatives (Fig. 10). In addition, the hydro-
gen positions were calculated rather than placed. By contrast
there is no disorder in the r48 h structure so all atoms were
placed directly and the carboxylic hydrogen atoms refined. In
addition, the molecule---molecule energy (including hydro-
gen bond) for the C---DE arrangement in r48 h is —-52.9 kJ
mol™", while the C---DE and C---FG arrangements contribute
-50.8 and -28.5 k] mol™ respectively to the arrangement in
Fig. 14. In the latter case the O---O distances for the hydro-
gen bond between molecules C and FG are quite short (aver-
age 2.58 A) with the hydrogen bond angle and hydrogen bond
position being non-ideal. It is therefore likely that the energy
difference between the two arrangements is very small, and
that in fact the arrangement in Fig. 14 is more stable than
r48 h which favours the conformation change. In addition,
intramolecular energy calculations using Gaussian-09 (ref. 40)
and M06-2X*°/6-311G(d,p) (bond and torsion angles fixed,
bond lengths and hydrogen atom positions allowed to opti-
mize - see experimental in ESI{) indicate that the FG confor-
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mation is significantly more stable than the DE conforma-
tion. The relative intramolecular energies are as follows:
photodimer obtained after recrystallization from solution
(XOSKEV; same conformation as FG) and therefore expected
to be in the most stable conformation: 0.0 k] mol™, FG con-
former present in 60 h: +15.9 k] mol™*, DE molecule present
in r48 h: +20.5 k] mol™', and DE molecule present in 60 h:
+36.4 kJ mol*. The conversion from DE to FG is therefore en-
ergetically favoured. The arrangement shown in Fig. 14 is
therefore probably more stable than r48 h for both intra- and
intermolecular reasons.

Lattice energy calculations were carried out on several al-
ternative arrangements of C, DE and FG molecules but all
were found to be less stable. For example, an hypothetical
crystal composed of the C---DE---FG-:-C arrangement in a P1
unit cell but ignoring the alternating relationship of DE and
FG molecules along the a axis (effectively the packing shown
in Fig. 11), leads to a lattice energy of —97.0 kJ mol . The lat-
tice energy for a crystal containing the C---DE---DE---C ar-
rangement only is -144.5 k] mol”, while for a crystal
containing the C---FG---FG---C arrangement it is +1163.5 KkJ
per mole. As mentioned before, the DE: FG ratio at the end of
the stage 1 is 55:45. The excess DE molecules will therefore
form an excess amount of C:--DE---DE---C arrangements in
the crystal which, while not optimal, is still energetically
favourable. An excess of FG molecules and hence an excess of
the C--'FG--FG---C arrangement would be very energetically
unfavourable.

Since the photodimerisation occurs randomly in the solid
state, the ordered arrangement of DE and FG molecules is
probably restricted to only part of a layer, forming a domain
which is surrounded by domains where the positions of the
DE and FG molecules are swapped around. There seems to
be no restriction on the relationship between the layers along
the b axis (Fig. 11). An ordered arrangement of layers is there-
fore unlikely. The average of this random arrangement of
layers and domains within a layer, would appear in an X-ray
diffraction experiment as a centrosymmetric crystal, with the
FG and DE molecules disordered in the asymmetric unit as
experimentally observed in this work.

Stage 2

In the second stage of the photodimerisation process, the
stage 1 crystal product undergoes a phase change in which
the C molecules dimerise and a final 100% photodimer prod-
uct is obtained. Though the final product crystal has little in
common with the stage 1 product crystal it is the result of
molecules in the AB site (stage 1) and CC site (stage 2) photo-
dimerising. Due to the degradation of the crystals during the
phase transformation process, this stage cannot be moni-
tored by SCXRD, so other techniques such as powder diffrac-
tion have to be used. Two powder patterns of the final stage
2 product are compared with the powder pattern of the
recrystallized photodimer in Fig. 15.

Powder patterns of the final stage 2 photoproduct are
identical to that of the recrystallized photodimer. The

This journal is © The Royal Society of Chemistry 2016
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structure of the recrystallized photodimer has already been
reported by Gopalan & Kulkarni in 2001 [space group P2,/n;
a = 8.3547(6) A, b = 8.4793(2) A, ¢ = 14.196(1) A, g =
106.810(2)°, V = 962.7(1) A%, Z = 2; CSD recode XOSKEV]** and
only two details will be presented here. The most obvious is
that the recrystallized photodimer has a conformation nearly
identical to that of the FG conformer (Fig. 9). This means that
the orientation of the ethoxy groups is completely different in
the final product (ethoxy groups sitting above the cyclobutane
ring) when compared to the conformation in the predimers
(ethoxy groups pointing away from the cyclobutane ring). The
stage 2 phase change and final photodimerisation reaction
therefore involves a rearrangement of the ethoxy groups. The
photodimerisation in stage 2 eventually joins neighbouring
layers from stage 1 together to form an infinite chain of hy-
drogen bonded photodimer molecules (Fig. 16).

Though not much is known about the stage 2 mechanism,
the phenomenon starts from the surface of the crystal and
works its way inwards towards the core of the crystal. Evi-
dence for this comes from the fact that the surface of
unreacted crystals which are initially colourless turn white as
the reaction proceeds. This was found to be especially notice-
able if a crystal had been reacted for 36 hours or more. In ad-
dition, cutting such a crystal revealed a relatively transparent
inner core. Also, as the reaction proceeds the contribution of
powder rings (from the final product) to the diffraction pat-
tern increases (Fig. 17a). These were minimal or not visible

1200 T T T T T 1 T T

1000 -

wo |- + ]

600

400

Intensity (arbitrary units)

200

Fig. 15 X-ray powder patterns of (a) the recrystallized photodimer,
and the final stage 2 photoproduct (b and c). The peak indicated by a
star is due to a contaminant (probably dust as the powders were
reacted in an open laboratory environment).

Fig. 16 Hydrogen bonded carboxylic acid dimer chain, running parallel to
the a axis, present in the crystal structure of 2,2'-diethoxy-a.-truxillic acid
(CSD refcode XOSKEV) - the final photoproduct at the end of stage 2.

This journal is © The Royal Society of Chemistry 2016

View Article Online

Paper

2400

2100
., 1800
1500
1200

Intensity / Count:

900!
600!

300

a) b)

Fig. 17 Diffractograms of the o' polymorph after 120 h of UV
irradiation. (a) Rotation photograph taken on a 1K CCD SMART
diffractometer showing the powder rings of the final stage 2
photoproduct and some single crystal diffraction peaks of the final
stage 1 photoproduct. (b) A comparison of the integrated powder rings
from the rotation photograph (I; green) with a powder scan of the
recrystallised photodimer (II; blue). To aid the comparison a calculated
powder pattern, using the coordinates of the recrystallised o
photodimer (XOSKEV) and wide Gaussian peak profiles (to increase the
broadness of the peaks), is also shown (black dotted line).

in samples that had been reacted for less than 60 hours but
started becoming more visible (but not very significant) in
the 60 and 72 h samples. Keeping a sample under the reac-
tion conditions for 120 hours and taking a rotation photo-
graph of a crystal yielded a powder pattern corresponding to
that of the recrystallised photodimer (Fig. 17b). However, very
long exposure times on the diffractometer (120 seconds) re-
vealed peaks that when indexed corresponded with the unit
cell parameters of the stage 1 product. This indicated that a
small single crystal core still existed and allowed a SCXRD ex-
periment to be carried out. The data was very weak but using
the atom coordinates from the 72 h structure solution and re-
fining the position of each molecule as a rigid body yielded
an R factor of about 15% - acceptable under the circum-
stances. Crystal data for 72 h and 120 h is given in Table S1.f
The r.m.s. (root-mean square) deviation of respective C and O
atoms in the asymmetric unit of 120 h from those in 60 h
was found to be 0.074 A.

In summary, the stage 2 transformation is most likely a
combination of molecular rearrangement at a local level on
the surface (hence the powder pattern), followed by photo-
dimerisation of the C molecules, followed by further
rearrangements to produce the final product crystal/material.
This transformation takes a relatively long time to occur
(hours) because it has to work its way from the crystal surface
into the crystal core and needs UV light (so that the C mole-
cules photodimerise) as well as heat to occur.

Final comments on the DE to FG conformation change

Though the conformational change in going from the DE to
the FG molecule in the solid state is unusual, similar phe-
nomena have been found in numerous organic
compounds.'®*****¥ guch conformational changes are
linked to phase changes or associated with solid state reac-
tions. In addition, many studies have revealed a dynamic re-
lationship between the populations of conformers with tem-
perature in crystals. The DE to FG conformational change is

CrystEngComm, 2016, 18, 7363-7376 | 7373
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especially unusual as the change involves the whole molecule
(examples in literature tend to involve only part of a molecule
or involve relatively small molecules). In addition, the rota-
tion involved in changing the orientation of the ethoxy
groups is huge - at least 140° (Fig. 18). In order to check
whether the DE to FG conversion has a dependence on tem-
perature alone or on a combination of UV irradiation and
temperature, an o’ crystal which had been reacted for 48 h at
room temperature (all molecules in the AB site reacted, mole-
cules in CC site unreacted) was kept for 24 hours sequentially
at 323, 333 and 343 K and examined by SCXRD after each
temperature. It was found that the overall data intensity
would decrease after each stage of heating. After the last
heating stage at 343 K powder rings were visible in the dif-
fraction pattern of the sample. In all three cases it was possi-
ble to index the individual diffraction peaks and integrate
the SCXRD data as usual. All three data sets yielded structure
solutions corresponding to the 293 K (r48 h) final product,
i.e. no DE to FG conversion had occurred. Though not stud-
ied further, the loss of data intensity with temperature is
most probably due to part of the stage 2 transformation men-
tioned above occurring. The fact that no DE to FG conversion
occurred indicates that the conversion is dependent not only
on temperature (no conversion occurs under identical irradia-
tion conditions at 293 K), but also on the photodimerisation
process. The photodimer has a smaller molecular volume
(about 481 A®*) compared to two OETCA monomer molecules
(about 497 A%) and it is possible that the DE to FG conversion
depends on space (or small voids) created during the photo-
dimerisation process. The r48 h crystal is the final product of
the reaction at 293 K and voids caused by the photo-
dimerisation reaction have most probably already been mini-
mized by molecular adjustments within the crystal. The plot
of cell volume with reaction time shown in Fig. 6e seems to
confirm this, as the final 293 K product crystal has a lower
cell volume than the final 343 K stage 1 product crystal.

A superimposition by least squares of the DE and FG mol-
ecules after 60 h of UV irradiation is shown in Fig. 18. Two
routes exist for the movement of the phenyl-ethoxy group to

Longer path over H
-------- » o FG

H atom position

4

DE

Shorter path over COOH
a) b)

Fig. 18 Superimposition of the DE and FG molecules (by least-squares
fit of respective C1, C11, C12 and C13 cyclobutane atoms) after 60 h of
UV irradiation; (a) approximate top view of the cyclobutane ring show-
ing the two possible paths taken by the phenyl-ethoxy group of the FG
molecule undergoing a conformational change from the DE molecule;
(b) side view of the cyclobutane ring giving an indication of the size of
the carboxylic acid group.
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convert the DE to the FG conformation. The shorter path re-
quires a rotation around the C1-C11 bonds of about 140°
over the bulky carboxylic acid groups. The carboxylic acid
group most probably interferes with this rotation, hence en-
ergy in the form of heat is required to drive the conformation
change. This would occur within the layers discussed earlier
(see Fig. 19a). The alternative path involves a rotation of
about 220° over a cyclobutane ring hydrogen. Though the less
sterically hindered path in solution, this route would most
probably cause the maximum amount of disturbance to the
surrounding environment, and is therefore less likely.

A possible mechanism for the DE to FG conformation
change is shown in Fig. 19. The approximate position of the

a) b
3 'l_’_ L3
Sy R e 4

b) b

Cc

< 9

c) a

C

d) b

Fig. 19 Proposed mechanism for the DE to FG conformation change.
The radii of the ethoxy group carbon atoms (C21D, C22D, C21E and
C22E) have been increased so as to indicate their position relative to
the cyclobutane ring atoms [drawn in purple in (b)-(d)l. The distance
from C22 (the terminal ethoxy carbon) to Cl11 and Cl12 (the
cyclobutane atoms) is about 4.2 A. (a) View down the a axis showing
the likely movement of ethoxy groups during the conformation
change; (b)-(d) views down the a, b and c axis, respectively, of the pair
of DE molecules, showing the relative orientation of the ethoxy and
cyclobutane groups.
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voids created by the dimerisation of the A and B monomer
molecules to form the DE molecule are indicated with stars.
Ethoxy groups on DE molecules related by a centre of inver-
sion would probably move cooperatively through the space
created by the photodimerisation reaction (shown with black
arrows in Fig. 19a). The other ethoxy group in each DE mole-
cule might then move over the face of the C molecule to com-
plete the conformation change (shown with red arrows in
Fig. 19a). Both movements would probably take the shortest
path over the carboxylic acid groups. This conformation
change process would produce the alternating arrangement
of stacks of DE and FG molecules shown in Fig. 14c.

Conclusions

The o polymorph of o-ethoxy-trans-cinnamic acid (OETCA) un-
dergoes a reversible phase transition to the related o’-polymorph
at 333 K which contains two reaction sites, AB and CC,
present in a 2:1 ratio. Partially reacting this crystal
stabilises the o'-polymorph preventing a reverse phase
change to the o polymorph. We previously reported a study
of the reaction of the o’-polymorph at 293 K (after
stablisation at 343 K) which led to a single crystal product
composed of an ordered product molecule in the AB site (the
DE product) as well as a the unreacted C molecule in the CC
site.">*° Here we presented the reaction of the o/-polymorph
at 343 K which occurs in two stages: stage 1 where only mole-
cules in the AB site react in a single-crystal-to-single-crystal
manner which can be studied by single crystal X-ray diffrac-
tion, and stage 2 where the crystal undergoes a phase transi-
tion to a polycrystalline phase in which molecules in the CC
site react. In stage 1 the reaction occurs in a similar way to
the reaction at 293 K resulting in the exclusive formation of
the DE product in the AB site until 67% conversion has oc-
curred. At this point some of the DE molecules undergo a
conformation change to the FG conformation by rotation of a
phenyl-ethoxy group by at least 140° so that it points in the
opposite direction to that in the DE product. This leads to
significant changes in the unit cell parameters (especially cell
angles) which diverge greatly from those from the reaction at
293 K. At the end of stage 1 the crystal is composed of an ap-
parently disordered combination of DE and FG molecules
present in a 55:45 ratio in the AB site, and the unreacted C
molecule in the CC site. Examining close contacts in the crys-
tal structure after stage 1 of the reaction, and using lattice en-
ergy calculations (4A-CLP) to evaluate different arrangements
of DE and FG molecules in the crystal after stage 1, reveals
that in the reaction the DE to FG conformation change oc-
curs in an ordered and cooperative manner.
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